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The WorldCongresson Superconductivity

The World Congress on Superconductivity (WCS) was formed in Houston in
1987 by a group of volunteer engineers and scientists interested in increasing the
focus on this emerging technology field of superconductivity. The leadership of the
WCS, a non-profit 501(c)3 organization, is comprised of individuals from several major
technical societies such as the Engineers Council of Houston, the American Chemical
Society, IEEE, etc. This group is augmented by leaders of the international research,
academic, science, government and business communities who serve on the Advisory
Board or ad hoc committees. Since its inception, the Advisory Board has been global
in scope with technologists from such countries as Japan, Russia, Switzerland, etc.,
actively involved in steering the direction of our programs.

The goals of the WCS have been to establish and foster the development and
commercial application of superconductivity technology on a global scale by providing
a non-adversarial, non-advocacy forum where scientists, engineers, businessmen and
government personnel can freely exchange information and ideas on recent
developments and directions for the future of superconductive research.

To date, four internationalconferences have been completed since 1987.
These conferences were attended by over fifteen hundred delegates from thirty-six
nations. The success of these conferences is remarkable in light of the fact that the
WCS has no staff and must rely on monetary donations from the private sector,
foundations and government agencies. In addition, thousands of man-hours have
been donated by the WCS volunteer staff in the organizing of this activities. WCS is
especially thankful for the assistance of Dr. Kumar Krishen as program chairman and
the support from NASA which makes this activity possible.

Because of the unique nature of the WCS and its success, the organization is
sanctioned by the United Nations and is a member of the UN's Advance Technology
Alert System. The WCS was awarded Leadership Houston's International Corporate
award for its Munich conference in 1992.

Plansare currentlyunderway for the 5th InternationalConference of the World
Congress on Superconductivity, which will be held in July 1996 in Budapest, Hungary.
This meeting will coincide with the 1,100 year anniversary of Hungary. For more
information on this meeting and WCS activities, please contact Calvin Burnham,
President, World Congress on Superconductivity, P.O. Box 27805, Houston, TX
77227-7805; telephone 713-895-2500; fax 713-469-5788;
e-mail: 70425.501@compuserve.com
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INTRODUCTION

The World Congress on Superconductivity(WCS) is a nonprofitorganization dedicated to
the universal promotion of research, development, and applications of superconductivity
technology. Through open meetings and conferences, it provides forums for the world
community to share technologicaland research results in the field of superconductivity and
to discuss the translation of these results into applicationswhich will benefit all of the
world's population. The WCS established the Award of Excellence to recognize the
contributions of organizations and individuals within the industry. Since 1988,nineteen
individuals and organizationshave received this recognition.

The WCS presented its first two InternationalConferences and Exhibition World
Congresses on Superconductivity in 1988 and 1990,with a combined attendance of
approximately 1,000 delegates from 16 countries. Its third conference, attended by more
than 400 scientists, technologists, and managers from thirty six nations, was held in
Munich, Germany in September 1992. Proceedingsfrom these three conferences have
been published and distributed worldwide.

The Fourth International Conference and ExhibitionWorld Congresson Superconductivity
was held June 27-July 1, 1994 in Orlando, Florida. It was sponsored in large part by the
National Aeronautics and Space Administration's Johnson Space Center. More than 120
presentations were scheduled for the more than 200 delegates from 30 nations who
attended this year's conference. I believe this conference providedthe most comprehensive
worldwide review of high temperature superconductivityresearch and its applicationsto
date (table 1). The exchange of informationand ideas and the identificationof technical and
commercial challenges which occurred during the conferenceare bound to significantly
advance this revolutionary technology.

The substantial progress which has been made in the field of superconductivitywas
reflected in the conferencepresentations: the numberof elementsused in the search of
superconductivityhas increased to eight; the reportedcriticaltemperatureshave increased to
164°K;and a new thallium-based compound, reported by Professor Z.Z. Sheng, is
expected to provide further insight into the mechanismsthat govern the complex
phenomena of superconductivity. Additionally, significantprogress was reported with
theoretical and modeling efforts which will accelerateresearchand developmentof new
materials and devices, and with magnetic field capacityand electricalcurrent capacity. The
parameters for these capacities are now quoted at 77°K at 2.2 Tesla and 100,000
Amps/cm2, respectively.

The commercial applications of superconductivityare progressingrapidly, with magnets,
SQUIDS, transformers, thin films, wires, and several devices now available commercially.
And the worldwide interest in the exploration of this revolutionarytechnology continues to
grow.

To create the uniquely efficient superconductormany productioncomponents must be
orchestrated. Teaming the exact mix and proportionof elements,arranging the different
layers of elements in the appropriateorder, and achieving the fightenvironment and
temperatures in which to cook the elementsare essential.

Any technology which enhances our quality of life truly is super and I believe
superconductivity will dojust that. This revolutionary technology will be an integral part
of future achievements which will produce greatbenefits for humans.

°..
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Table 1. Schedule of Events - Fourth World Congress on
Superconductivity

Sunday, June 26, 1994 - 1:30 PM - 7:00 PM Registration: 7:00 PM - 9:00 PM Reception

Monday, June 27, 1994 - 8:30 AM - NOON INTERNATIONAL UPDATE

1:30 - 5:30 PM 1:30 - 5:30 PM 1:30 - 5:30 PM

Accelerator Power/Energy PersistentMagnetic
Technology Applications Fields

7 PM - 9 PM ROUNDTABLE DISCUSSION - "Technical andCommercial Challenges"

Tuesday, June 28, 1994 8:30 AM - Noon

Physical Properties 1 Performance SMES 1
Characterization1

LUNCHEON Noon - 1:30 PM

1:30 - 5:30 PM 1:30 - 5:30 PM 1:30 - 5:30 PM 1:30 - 5:30 PM 1:30 - 5:30 PM

Medical Physical Performance Fabrication SMES 2
Applications Properties 2 Characterization 2 Methodology 1

Wednesday, June 29, 1994 - 8:30 AM - Noon

Granular Thin Films SMES 3
Superconductors 1

Afternoon free for tours or sightseeing

Thursday, June 30, 1994 - 8:30 AM - Noon

WCS-5 Device Applications High-Temperature
Planning Chair Materials 1

1:30 - 5:30 PM 1:30 - 5:30 PM 1:30 - 5:30 PM

Wire Fabrication Device Applications High-Temperature
Technology Chair Materials 2

AWARDS BANQUET
7:00 PM - 9:00 PM

Friday, July 1, 1994 8:30 AM - Noon

Granular Poster Session 1 Poster Session 2
Superconductors 2

Meeting ends at Noon

xiv



The process involved in developing superconductorsis an excellent exampleof the great
results that can be achievedby successfully teaming differentelements. It should
symbolize for us the advances we are capable of when we work together. Most of the
technological advances made in this field in recent years are the result of teamwork. One of
the objectives of this conference was to promote globalteaming which transcended
geographic and nationalbarriers and helpedto advance science and technology related to
superconductivity. Since we collectivelyshare the challengeof advancing teamwork and
cooperation, we hope that several dialogues were initiated during this conference.

Some of the many enthusiastic researchers, technologists, and program directors who
helped develop this conference are listed in table 2. The speakers for the opening session,
held on the morning of June 27, 1994, are listed below.

Mr. Calvin Burnham President, WCS
Welcome

Dr. Kumar Krishen Program Chair, WCS
Opening Remarks

Dr. Gye-Won Hong Korea

Dr. R.S. Liu Republic of China

Prof. Manu S. Multani India

Dr. Naoki Koshizuka ISTEC, Japan

Dr. Wei Kan Chu TCSUH, U.S.

Dr. Valeri Ozhogin Russia

Prof. Z.Z. Sheng University of Arkansas, U.S.

I would like to thank Mr. Calvin Burnham, Mr. Glenn Carraux, Dr. Jim Salinas,
Dr. Tsuneo Nakahara, and Dr. Z.Z. Sheng for their exhaustive efforts in organizing and
implementing this internationalevent. The roundtable discussion on technical and
commercial challenges was organized by Dr. Tsuneo Nakahara and chaired by Dr. Ken-ichi
Sato. The brief presentations and responsesgiven by the panelists stimulated a wide-
ranging question and answer session. The panelists for the roundtable discussion included
Dr. Ken-ichi Sato from Osaka Research Laboratory, Dr. M. Takano from Kyoto
University, Dr. D. Lu from Midwest Superconductor, Inc., Dr. Wei-Kan Chu from
TCSUH, and Dr. Istvan Vajda from the Technical University, Hungary. Dr. Usha
Varshney chaired the session on Thin Films and Ms. Yelena T. Oltarzhevskay chaired the
session on Device Applications. I would like to thank them both as well as all of the
roundtable panelists for their contributions. Finally I would like to thank Dr. C.W. (Paul)
Chu for the illuminating keynote address he presented at the conference, Dr. Istvan
Kirchner for his review of the work being done in Hungary, and Professor Vladislav V.
Lemanov of the Russian Academy of Sciences for the keynote address he presented at the
Awards Banquet. I am sure that the depth and breadth of Prof. Lemanov's knowledge
provided a wholely unique perspective for the 250 in attendance at the banquet.
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Table 2. WCS List of Program Organizers

Program Chairman

Dr. Kumar Krishen
NASA Lyndon B. Johnson Space Center

Mail Code: IA4
Houston, TX 77058 U.S.A.

Technical Area Chairmen

HIGH-TEMPERATURE MATERIALS DEVICE APPLICATIONS
Prof. Mikio Takano Dr. Yoshifusa Wada
Institute of Chemistry Research & Planning Dept.
Kyoto University International Superconductivity Technology
Gokasho, Uji-city Eishin Kaihtsu Bldg.
Kyoto 611 JAPAN 34-4, Shimbashi S-Chome

Minato-Ku, Tokyo 105 JAPAN

PHYSICAL PROPERTIES PERSISTENT MAGNETIC FIELDS AND
Dr. Valeri Ozhogin SHIELDING
Doctor of Sciences, Professor Dr. Roy Weinstein
Kurchatov Institute of Atomic Energy Institute for Beam Particle Dynamics
123182 Moscow RUSSIA IBTD-5506

University of Houston
Science Research Center, Room 632
Houston, TX 77204-5506 U.S.A.

THIN FILMS WEAK LINK EFFECTS & FLUX MOTION
Prof. Tomoji Kawai Dr. Kishin Moorjani
Institute of Scientific & Industrial Research Applied Physics Laboratory
University of Osaka The John Hopkins University
81, Mihogaoka, Ibaraki-chi John Hopkins Road
Osaka, 567 JAPAN Laurel, MD 20723 U.S.A.

PERFORMANCE CHARACTERIZATION FABRICATION METHODOLOGY
Dr. R. K. Pandey Dr. Kazumasa Togano
Center for Electrical Materials National Research Institute for Metals
Dept. of Electrical Engineering 1-2-1, Segen, Tsukuba
Texas A&M University Ibaraki, 305 JAPAN
College Station, TX 77843-3128 U.S.A.

C-60 BASED SUPERCONDUCTORS
Dr. John L. Margrave
Butcher Professor of Chemistry
Rice University
P. O. Box 1892
Houston, TX 77251 U.S.A.
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Table 2. WCS List of Program Organizers (Concluded)

Technical Area Chairmen

SPACE APPLICATIONS MEDICAL APPLICATIONS
Dr. M. Sokoloski Dr. Ian_R.Young
Science and Technology Corp. GEC Research Hirst Research Center
409 Third Street S.W. Elmstree Way
Washington, DC 20024 Borehamwood
Fax: 202-488-5364 Hertfordshire WD6 1RX
Phone: 202-863-0012 UNITED KINGDOM

Dr. Frank W. Patten GRANULAR SUPERCONDUCTORS
Defense Advanced Research Projects Agency Prof. Manu S. Multani
3701 North Fairfax Drive Tata Institute of Fundamental Research
Arlington, VA 22203-1714 U.S.A. Homi Bhabha Road

Bombay 400 005 INDIA

ACCELERATOR TECHNOLOGY POWER/ENERGYAPPLICATIONS
Dr. Siegfried Wolff Prof. Istvan Kirschner
PMAG Roland Eotvos University
DESY Dept. of Low Temperature Physics
Postfach H-1088 Budapest VII, Puskin u. 5-7
22603 Hamburg GERMANY HUNGARY

COMPUTER APPLICATIONS WIRE FABRICATION TECHNOLOGY
Dr. Ushio Kawabe Dr. K. C. Goretta
Central Research Laboratory Ceramics Section
Hitachi, Ltd. Argonne National Laboratory
Kokubunji, Tokyo 185 JAPAN MCT-212

Argonne, IL 60439 U.S.A.

FUTURE R&D DIRECTIONS TECHNICAL & COMMERCIAL
Mr. Arthur J. Murphy CHALLENGES
Jet Propulsion Laboratory - California Dr. Tsuneo Nakahara
Institute of Technology Sumitomo Electric Industries, Ltd.
4800 Oak Grove Drive 1-3 Shimaya 1-Chrome
Pasadena, CA 91109 U.S.A. Konohana-ku, Osaka 554, JAPAN

SUPERCONDUCTING ENERGY STORAGE
Dr. Phillip Baumann
5910 No. Central Expressway
Suite 1000
Dallas, TX 75206 U.S.A.
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Throughout my thirty year career, first with Kansas State University, then with Lockheed
Electronics Company and now with the National Aeronauticsand Space Administration
(NASA), I have supported the space program. The paramount missions of NASA have
always ignited my imagination and my determination. Today one of the key missions for
NASA is researching the universe: its origin and growth, its formation of bodies and
systems, and its governing processes. Another mission of this Agency is to explore the
evolution of life within the universe. Through the efforts of many nations, we have come
to realize the critical link between human life and the global environment,and, as an
extension of this, between the phenomena that underlie the nature of our universe.
NASA's current mission addresses the need to expand our knowledge about our universe,
as does research in the area of superconductivity. This research will provide a means to
characterize unique phenomena which might otherwisebe unobservable. We hope that
these proceedings will help identify ways to advance the performance and applications of
high temperature superconductors.

Kumar Krishen, Ph.D.
Program Chairman
World Congress on Superconductivity
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Plenary, Roundtable, and Keynote
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Chair: Dr. Kumar Krishen





Korea's Developmental Program for Superconductivity

Gye-wonHong, Dong-YeonWon, II-HyunKuk,Jong-ChulPark*

Korea Atomic Energy Research Institute

P.O. Box 105, Yuseong, Taejeon,305-600, Korea
*Korea Standards Research Institute

P.O. Box 102, Yuseong, Taejeon,305-600,Korea

1. Introduction

Superconductivityresearchin Korea was firstlycarriedout in the late

70s by a researchgroupin SeoulNationalUniversity(SNU), who fabricateda

smallscale superconductingmagneticenergystoragesystemunderthe financial

supportfrom Korea ElectricPower Company(KEPCO). But a few researchers

were involved in superconductivityresearch until the oxide high Tc

superconductorwas discoveredby Bednorzand Mueller.1)

After the discoveryof YBaCuO superconductoroperatingabove the boiling

point of liquid nitrogen(77K)2), Korean Ministryof Scienceand Technology(

MOST) sponsoreda specialfund for the highTc superconduclJvityresearchto

universitiesand national research institutesby recognizingits importance.

Scientists engaged in this project organized "High Temperature

SuperconductivityResearchAssociation(HITSRA)" for effectiveconductingof

research.Its major functionsare to coordinateresearchactivitieson high Tc

superconductivityand organizethe workshopfor activeexchangeof information.

Duringlast sevenyears the major superconductivityresearchhas beencarried

out through the coordinationof HITSRA. The major parts of the Korea's

superconductivityresearch program were related to high temperature

superconductorand only a few groups were carrying out research on

conventionalsuperconductortechnology,and Korea Atomic Energy Research

Institute(KAERI)and Korea ElectrotechnologyResearchInstitute(KERI)have

led this research.
3



In this talk, the current status and future plans of superconductivity

researchin Korea will be reviewedbasedon the resultspresentedin interim

meetingof HITSRA, April 1-2, 1994, Taejeon,as well as the researchactivity

of KAERI.

2. Research Activities in Korea

After the first workshopheld on July 6, 1987, HITSRA has organized

18 workshopsto promoteresearchactivitieson high Tc superconductivityand

share the results. Recent researchresults presentedat interimmeeting of

HITSRA are summarizedas follows:

(1) film : High qualityYBCO thin films were reportedby many groups

using RF sputtering,laser ablation,chemicalvapor depositionetc. But there

was no reporton Bi- and TI-basedthinfilm. Currentlythe researchactivitesare

concentratedon developmentof devices applyingfilm such as HTSC dc

SQUID, Josephsonjunctiondevice,filter, resonator,antenna, flux transformer

etc. Several researchgroupsreportedthe successfulfabricationof the HTSC

dc SQUID and Josephsonstep edge junction.Korea StandardsResearch

Institute(KSRI)and Goldstarcentralresearchlaboratorylead the researchin

this field.

(2) bulk : Researcheson fundamentalpropertiesof HTSC superconductor

such as superconductivitytheory, thermodynamics,kinetics, mechanicaland

magneticpropertiesetc were carried out for ¥-, Bi- and TI-base materials.

Several groupsare executingthe researchon Hg-basecompoundand KSRI

and Pohang Instituteof Science and Technologyreported the successful

formationof Hg-1212and Hg-1223oxidesusingampoulemethodand obtained

a Tc of about 130K. They are trying to fabricateHg-basecompoundin thin

film. The studyon fabricatinghighmagnetizationYBCO materialfor application

on fly wheel and current lead is also carried out by several groupswith

different techniques such as extrusion and laser melt pedestal growth,

4



isothermalperitecticprocess,quasimeltprocess,melttexturegrowthetc.

(3) wire/tape: There were severalreportson the superconductingtape of

Bi-2212/Agand Bi-2223/Agcompositesshowinga relativelygoodcriticalcurrent

densityin the orderof 104Ncm2 in 1 m lengthand KAERIand KERI reported

preliminaryresultson multi-filamentarywire of 7, 49 and 108 filaments.KERI

also reportedthe preliminaryresulton TI-1223/Agcompositetape.

It was noticeablethat trendsof superconductivityresearchin Korea was

changedfrom fundamentalresearchto applicationtechniqueand government

emphasizedthe importanceof joint R & D between industryand national

researchinstitute.

3. Superconductivity Research Activities in KAERI

Since the highTc superconductivityresearchin Koreastartedin 1987,

KAERI has played leading role by presentingseveral importantresults on

materialdevelopmentand its application.In previousarticles3'4),it was pointed

out that 105K Pb-dopedBiSrCaCuO,Bi-2223/Ag compositesuperconducting

tape, high Jc YBaCuO film, high magnetizationYBaCuO bulk superconductor

and high speed rotatingsystem(75,000rpm in air) using superconducting

bearing by melt processedYBCO superconductorwere firstly fabricatedby

KAERI in Korea. Some importantresultswere reportedon characteristicsof

Bi-2223 compoundformation 5-8),mechanismsof YBCO formation9"1_ and

preparationof YBCO film by CVD process1B'17).We reportedthe formationof

highJc YbBaCuOfilm on varioussubstratesat 650 "(3withoutusingany other

excitationsource 182°)

Very recently,we have developednew processfor fabricatingBSCCO/Ag

compositeusing silver powder instead of silver tube21), which has many

advantagessuch as ; ability of fabricatinglarge compositewith high critical

currentdensity,ability of fabricatingcomplicatedshapewith less difficultythan

powderin tube method,possibilityof changingsilversheathcompositioneasily
5



by adding suitable alloying element powder to silver powder, good con_'ollability

of BSCCO powder packing density etc. Through repeated cold rolling and

annealing at 840 "C in air, Ag/Bi-2223 composite with a thickness of 0.1 mm

and a width of 40 mm was obatained. The Ag/Bi-2223 composite with large

dimension was fabricated into complex H-patterned and helical shape having a

high current carrying capacity( Jc -- 3,500 A/cm2 at 77K, 0T, Ic --- 4.5 A for a

specimen with a width of 3 mm). Currently the test for applying this composite

as antenna, magnetic shield and wire are being carried out together with the

experiments for deciding optimum process condition.

For last several years, we also have put large effort to understand the flux

pinning behavior and increase the quality of melt processed YBCO specimen

for developing application device such as fly wheel, current lead and

superconducting magnetic bearing. Some important result were reported : the

behavior of 211 particle growth in different melt composition22),the abnomalous

magnetization of 12323),and effect of various additives on the growth of 123

matrix.10,14)

In order to develop the key technology in the field of nuclear energy,

Korean government set up an long term national R&D program in 1992 and its

major categories are as follows ;

Nuclear fuel cycle technology

Waste management

Radiation and RI application through the use of KMRR

Nuclear basic research

Nuclear safety research.

The development of superconducting magnet for superconducting magnetic

energy storage and nuclear fusion is classified as one of the important topics

of nuclear basic research program. And superconductivity research team and

fusion research team are responsible for that. From 1992, we have extended

6



our research activity to the developmentof superconductingmagnet and

fabricated a superconductingmagnetwith high homogeneityof 10 ppm in 5

cm dsv throughcooperationwith KurchatovInstituteof AtomicEnergy(KIAE).

The goalson the magnettechnologyin KAERIare summarizedas follows:

1992 - 1995 : Magnetfor basicresearchand preliminarydesign of

magnetfor mediumsize tokamak

1995 - 1998 : Fabricationof prototype magnetfor mediumsize tokamak

and SMES

1998 - 2005 : Fabricationof magnetfor mediumsize tokamak.

To achieve the goals successfully,it is very importantto have a wide

internationalcooperationand we are willingto have a close relationshipwith

any institutewhichkeep the advancedmagnettechnology.

4. Superconductivity Research Program in Korea

The MOST recognizedthe importanceof superconductivityresearchand

decidedto supportits activitiescontinuously.Thereforethe third phaseof three

years base nationalprogramon superconductivityresearchstartedin 1993. In

third phaseprogram,the higherprioritywas givento the applicationtechniques

and joint researchamongnationalresearchinstitute,universitiesand industries

are emphasized.It is plannedthat the technicalbases for implementingthe

HTSC materialto practicalapplicationis establishedin this period and next

phaseprogramis mostlyorientedto industrializationof thosetechniques.

Until 1992, superconductivityresearch activities in Korea had been

concentratedon high Tc superconductorand little attention was paid on

conventionalsuperconductor.But from 1992, the researchon the applicationof

conventionalsuperconductorhas been carried out intensivelyby KAERI and

KERI. The major fields of interest are superconducUngmagnelJc energy
7



storage, power transmission cable, superconductingmotor and generator,

superconducting magnet with high homogeneity and high field and

superconducting magnet for medium size tokamak. MOST recognizes the

importanceof conventionalsuperconductortechnologyfor large scale application

and KEPCO also showes deep interest to the application of superconductivity

to electric power system and support related research. It is expected that the

priority of superconductivity research will greatly increase as far as the

developmentof applicationtechniquekeeps current pace of improving.

5. Conclusion

Superconductivity research in Korea, which was initiated by the

discoveryof high Tc superconductor,is extending its area to the conventional

superconductorand their application such as SMES, nuclear fusion, MRI etc.

To achieve the reseach goals effectively, HITSRA coordinates the researches

on HTSC materials and their applications continuously. To carry out the

research successfully, Korean government encourages cooperation between

national research institute and industryas well as internationalcooperationwith

foreign institution.
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PROGRESS OF APPLIED SUPERCONDUCTIVITY RESEARCH AT

MATERIALS RESEARCH LABORATORIES, ITRI (TAIWAN)

R. S. Liu and C. M. Wang

MaterialsResearch Laboratories,IndustrialTechnologyResearch Institute,
Hsinchu, Taiwan, R.O.C.

Abstract

A status report based on the applied high temperature superconductivity (HTS)

research at Materials Research Laboratories(MRL), IndustrialTechnology Research Institute

(ITRI) is given. The aim is to develop fabrication technologies for the high-Tc materials

appropriate to the industrial application requirements. To date, the majorities of works have

been undertaken in the areas of new materials, wires!tapes with long length, prototypes of

magnets, large-area thin films, SQUIDs and microwave applications.

1. Introduction

High temperature superconductivity(HTS)research atMaterials Research Laboratories

(MRL), Industrial Technology Research Institute (ITRI), was started from Feburary 1987.
The goals for the high-Tcsuperconductivityresearch at MRL/!TRIare as follows :

• Search for new high-Tcmaterials.

• Develope techneques for mass production of superconductingand homogeneous
with small particle size powders.

• Establish long length and high-Jc wire fabricationtechneques.

• Fabrication ofhigh-Tc superconductingcurrentlead and magnet.

• Establish high quality and large areasuperconductingthin film fabrication

techneques.

• Thin film application researchesin SQUIDs and microwave devices.

Therefore, the simplesttarget for the HTS researchat the MRL/ITRI is to develop fabrication

technologies for the high-Tc materials appropriate to the industrialapplication requirements.

To date, the majorities of works have been undertaken in the areas of new materials,

wires!tapes with long length, prototypes of magnets, large-area thin films, SQUIDs and
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microwave applications. The concept of the metal-superconductor-insulator transition has

been applied to fine-tune the optimalTc's for new high-Tcsuperconducting material systems.

Superconductivity up to 135 K has been achieved in the Hg-containing cuprates. The

process for producing a single pancake Bi-2223 coil which can generate a magnetic field of-

437 Gauss at 77 K and self field has been set-up. High quality YBCO thin films (To _"88 K

and Jc _"10 6 A/cm2 at 77 K) with diameter around 2 inches have been made by laser

ablation and hot-wall sputtering. SQUIDs and Microwave devices (such as resonator) have

also been developed. This research is mainly supportedby the Ministry of Economic Affairs

(R.O.C.). In Table 1 we list the budget and manpower of the HTS research at the

MRL/ITRI. Moreover, several local companies have joined the research program with the

MRLIITRI since 1988 indicating that the industry in Taiwan has perceived what a

magnificant impact would be ifHTS products are commercialized.

Table1.Thebudgetandmanpowerof theHTSresearchat theMRL/ITRIsupportedby the
Ministryof EconomicAffairs.

FiscalYear Budget Manpower

(FY) (US$ in million) (person)

FY 90 2.650 28

FY91 3.313 33

FY92 2.630 33

FY93 2.362 32

FY 94 1.637 23

Some of our recent achievements on the HTS research at the MRL/!TRI are

summarizedasthe followingsections.
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2. The chemical control of high-Tc superconductivity

The substitutional chemistry of a wide range of cuprate superconducting materials has

been investigated at the MRL!!TRI with the general aims of optimising the ctitical

temperature, current density, phase purity, chemical stability and ease of synthesis. Here,

we demonstratea typical examplebased on the chemical controlof high-Tcsuperconductivity

through the metal-superconductor-insulatortransition. Bulk superconductivity, up to 110K,

in the system (Tlo.sAo.5)(Cao.8Ro.2)Sr2Cu207(A= Pb or Bi; R = Y or rare earth elements)

has been reported.1-4) This septenary system has the highest Tc among the thallium cuprate

systems with the so-called 1212 structure. The structure of the 1212 phase

(Tlo.5Pbo.5)Sr2(Cal_xYx)Cu207can be described in terms of an intergrowth of double rock

salt-type layers [({T1/Pb}O)(SrO)] with double [Sr(Ca,Y)Cu2Os] oxygen deficient

perovskite layers, formed by sheets of coruer-sharing CuO5 pyramids interleaved with

calcium and/or yttrium ions as shown in Fig. 1. The structure of

(Tlo.sPbo.5)(Cal-xYx)Sr2Cu207resemblesthat of the 90 K superconductorYna2Cu307 : the

(T1,Pb)-Olayers replacing the Cu-O chains, Sr cations replacing Ba cations and Ca cations

partially substituting for yttrium ions. The parent compoundT1Sr2CaCu207is itself a metal,

but exhibits no superconductivity at temperatures down to 4 K. The nominal Cu valency of

this compound is 2.5+. On the basis of earlier studies of superconductivity in cuprates, one

might believe that this system has an excess of hole carriers in the conducting CuO2 layers,

which gives rise to a so-called "over-doping" state. Such a condition can be efficiently

modified chemically by the stepwise substitution of TI3+by Pb4+, by the substitution of

Ca2+by y3+, or, indeed, by the dual substitutions, TI3+/pb4+,Ca2+!Y3+. A representation

of the entire electronic structure phase diagram5)of (Tll.yPby)Sr2(Cal-xYx)Cu207is given in

Fig. 2. Both the (Tll.yPby)Sr2CaCu207and TISr2(Cal.xYx)Cu207systems have the highest
Tc (- 80 K) for y - 0.5 or x - 0.7. However, the (Tlo.sPbo.5)Sr2(Cal_xYx)Cu207 system

exhibits superconductivity over the homogeneityrangex = 0 - 0.5, with the superconducting

transition temperature showing a maximum of 108 K at x = 0.2. Across the homogeneity

range x = 0.6 - 1.0,the material also undergoes a metal - insulator transition at temperatures

above To. It is to this part of the electronic phase diagram that we have found; we have aslo

characterized a range physical property measurements across the entire homogeneity range
x=0tox = 1.0.
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Fig. 1. A representation of the crystal structuresof(Tlo.5Pbo.5)Sr2(Cal.xYx)Cu207

and YBa2Cu307.

Te/K

2(TI.5PbsCu.7)O7]Superconductor Tc = 108K
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Fig. 2. Metal - Superconductor- Insulatorphase diagram for the system

(T11.yPby)Sr2(Cal_xYx)Cu207.
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(2) Fabrication of Bi-2223 tapes and their applications in magnets and motors

Ag-clad tapes with the (Bi,Pb)2Sr2Ca2Cu3Olo (hereafter referred to as Bi-2223)

composition were prepared by the PIT (powder-in-tube) technique. Calcined powders were

prepared by coprecipitation method.6) The metal nitrate salts of Bi(NO3)3-5H20, Pb(NO3)2,

Sr(NO3)2, Ca(NO3)2°4H20 and Cu(NO3)2.3H20 were weighted in the mole ratio

1.7L0.4L1.8/2.2/3.2respectively, and dissolved in ethylene glycol with nitric acid finally. The

mixture of the metal nitrate solution was added to the H2C204/Et3N solution with virgorous

stirring. During the coprecipitation process, the pH value of the solution was controlled to

1.5+_0.2by the addition of Et3N. The precitant of the pale blue powder was filtered and then

dried at 120 °C. The dehydrated powders were then calcined at 800 oC, each particle contains

Bi, Pb, Sr, Ca, Cu in appropriate ratios of cation stoichiometry. The calcined powder with the

mainly (Bi,Pb)2Sr2CaCu208 (Bi-2212) phase was then packed into a silver tube, with 12 mm in

outer diameter and 10 mm in inner diameter.The composite was then drawn to about 1.0-1.5mm

in outer diameter in a 15% of area reduction per pass. Multifilamentary wires were prepared by

feeding the drawn mono-core wires to a silver tube, and repeated the above drawing process.

After drawing, the wire was cold rolled into a tape with thinkness about 0.15 mm. The rolled

tape was then sintered at 835-840 °C for 25 - 50 h in air. After first sintering, the sintered tape

was re-rolled into the thinner tape with thickness and width of 0.12 mm and 4 mm, respectively.

Pancake coils were fabricated from these re-rolled tapes. Four monocore tapes were co-wound

in parallel with insulation (used to separate each tum) to form a coil. Inorganic adhesive (alumina

paste) was used as insulator and binder. The coil was then annealed at about 830 °Cfor 50-70 h
in air and slow cooled to room temperture in order to transfer the Bi-2212 phase into the Bi-2223

phase.7,8) Transport critical currents were determined by the dc four-probe technique with a

criterion of 1 lxV!cm. A hall effect magnetometer (Oxford model 5200) was used to determine

the central magnetic field (Bo)generatedby pancake coilsat 77 K.

In Fig 3 we show a pancake coil co-wound by four 7 meter Bi-based tapes. The coil has

a critical current (Ic) of 26.3 A in the self-field and can generate a Bo of 437 G at 77 K.

Prototypes of HTS pancake coil magnets have also been fabricated. Figure 4 represents a

photograph of the magnet stacked by four Bi-2223 pancake coils, a Bo of 847 G at 77 K can be
obtained.

Figure 5 shows a cross-sectional micrographs of Ag-sheathed 61-filamentary

superconducting wires (a) intermediate stage and (b) final shape. The value of critical current

density (Jc) of this tape was 1.3 x 104A/cm2 at 77 K. In Fig. 6 we show the overview ofa HTS

DC motor consisted of armature (copper rotor) and magnetic field winding (HTS coil). The

react-and-wind coil was fabricated by winding three 1.8 meter 19-filamentary tapes on an iron
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core with diameter of 2.5 cm. The rotating speed of the fan was 1,700 rpm, as transport curent

was 8.7 A.

Fig. 3. A HTS pancake coil co-woundby four 7 meter Bi-based tapes, generating a center

magnetic field (Bo) of 437 G at 77 K.

Fig. 4. A prototypeofHTSmagnetstackedby fourpancakecoilsgeneralanga center
magneticfield(Bo)of 847Gat 77K.
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Fig. 5. Cross-sectionalmicrographsof Ag-sheathed61-filamentary superconducting

wires (a) intermediate stage and (b) final shape, having a Jc(77K)_ 1.3x 104
AZ.cm2.

Fig. 6. A prototype ofHTS DC motor preparedby winding sintered Ag-sheathed 19-

filamentary tapes on an iron core to generatemagnetic field, the fan speed reaching

1,700 rpm.
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(3) Fabrication of large-area Y-Ba-Cu-O Thin Films

(a) Hot-wall sputteringtechniquO°)

High quality epitaxial YBa2Cu307-x (YBCO) thin films have been prepared

reproducibly by various deposition techniques at the MRL/ITRI. Due to the high substrate

temperature and high oxidizing environment (Po2> 0.01 Torr) required for in-situ growth of

superconducting YBCO films, well-controlled substrate temperature is still one of the key

factors in growing high quality thin films. The problem of short-life of the substrate heater

has been encountered in the growing process frequently and results in the controling

difficulties of substrate temperature and uniformity of temperature on the large area

substrates. Therefore, we develop a hot-wall DC sputtering deposition system, where the

substrate is heated by a tube-furnace "outside" the depositionsystem.

The schematic picture of the hot-wall sputtering system is shown in Fig. 7. The

deposition chamber was made of a quartz tube. Thetarget was made by a solid state reaction

of Y203, BaCO3 and CuO with a stoichiometric ratio ofY:Ba:Cu=1:2:3. The sputtering gas

was 50%Ar-50%O2 and the total gas pressure was 1.5ton'. The gas pressure was controlled

by an automatic control valve. The target-to-substrate separation was 2 cm. The sputtering

current and voltage were 0.2-0.4 A and 150-200V respectively and the target dimension is
40 mm in diameter and 4 mm in thickness. The thickness of the films was 150-500 nm and

deposition rate was 0.05-0.1 nm/s. After deposition, the deposition chamber was

immediately back-filled with oxygen to 1 atm and the films were furnace-cooled to below

100oc in flowing oxygen.

Composition of the films grown at substrate temperatures of 750-780 °C was the same

as that of the target with a stoichiometric ratio of Y:Ba:Cu=1:2:3 analysised by Rutherford

Backscattering Specroscopy (RBS). High-quality YBCO films with Tc(zero)'Sof 90 K and

Jc (77K)'Sin excess of 1 x 106A/cm2 have been grown on sapphire (with a buffer layer of

MgO or YSZ), LaAIO3, MgO, SrTi03 and YSZ substrates. The films are highly oriented

with the c-axis perpendicular to the surface of the substrate.

Recently, we have scaled up the hot-wall sputtering system to grow YBCO films on

two-inch substrates. The variations of the thickness and composition &the films are within

14% and 10% respectively. Tc(zero)'Sin excess of of 88 K and Jc(77K)'s of (1.6-3.2)x106
A/cm2 canbe obtained on two-inchYBCO/MgOthin films.
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Fig. 7. Schematic picture of the hot-wall sputteringsystem.

(b) Pulsed laser ablation technique

Pulsed laser ablation (PLD) has become a widely used technique for fabricating oxide

superconducting thin film due to the advantages of tolerance of high background oxygen

pressures and reproducing target composition.ll, 12) Recently, high temperature

superconducting thin films have been expected to have great potential on the applications of

wireless communication in the next centry. Hence, the development of large-area and high

quality superconducting thin films will play the most important role on producing high

quality microwave devices in the future. Therefore, how to make use of the formal

experiences on "small-area" for preparing high quality and "large-area"thin films by PLD is

the main goal of the research.

A KrF pulsed laser system (248 nm, 25 ns and 1.5 JLcm2),as shown in Fig. 8, has

been used to fabricate YBCO thin films. After carefully examining the effects of substrate

temperature, laser fluence, target conditioning and target-substrate distance etc on

superconducting properties, high quality Y-Ba-Cu-O superconducting thin films have been

successfully prepared on (100)LaAIO3substrates. The optimal growth condition of YBCO

thin films is listed as following:
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Base pressure :less than 1 x 106torr

Substrate temperature: 730 °C

Repetitionrate : 5 Hz

Laser energy density : 1.5J/cm2

Target-substratedistance : 4.5 cm

N20 gas pressure : 0.26 torr (during deposition)

Tc(zero)'Sand Jc(77K)'S in excess of 88 K and 1 x 106A!cm2 respectively can be obtained

routinely.

In consideration offlae unifo..rmitiesof the composition and thickness in large-area, we

made lots of efforts on speed of target rotation, position of laser spot and nozzle geometry

designl3), variation of composition and thickness within __.15%in a two-inch LaA103
substrate have been obtained.

Mirror Ta lamp

Target

,b
Gas flow"

Fig. 8. Schematic picture of the laser ablation system.

(4) High-Tc superconducting devices

(a) Superconducting quantum interferencedevices(SQUIDs)

Among the "high T "c weak link structures investigated, the most common are natural

grain boundaries, however, they are generally randomly distributed, resulting in multiple

junctions. 14) To avoid this problem, one of the ways for making single grain boundary

19



junctions, epitaxial films deposited on bicrystal substrate, has been suggested and shows

some optimistic results on sensitivity and noise-reduction.15,16)

We have also successfully developed the fabricationtechnologies of DC-SQUIDs with

highly reproducibility.17,18) The TI2Ba2Ca2Cu3Olo(TI-2223) DC-SQUIDs, patterned by

standard photolithography techniques, show modulationdepth (peakto peak) up to 90_tV,as

shown in Fig. 9. After the successful development of the bi-epitaxial grain boundary

Josephson junction at the MRL/ITRI. YBCO bi-crystal DC-SQUIDs with magnetic field

modulation in excess of 1_V can be obtained, as shown in Fig. 10.

;>
:_- lOO

"_'--"__"_,,.,__"€_e_____, 742248-4 _ Ibl"=0"25mA_
-30 _ ' _

0.00 0.10 0.20 0.30 0.40 0.50

Magnetic field (Oe)

Fig. 9. Typical voltage-fluxcharacteristicofT1-2223De-SQUID at
77 K, showing the modulation depth (peak to peak) of around 90_V.

o

! 1

-4 -3 -2-1 0 1 2 3 4

Flux(_o)
Fig. 10.A YBCO DC-SQUID preparedon (100)SrTiO3bi-crystal substrate.

magnetometerat 77 K, showing the magneticfield modulation of around
1.2.uV.
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(b)High-Tcsuperconductingresonators

We have successfully fabricated and charaterized coplanar 2-port transmission line

resonators, suggested by Porch et a119),using superconducting T12Ba2CaCu208thin films

on (100) LaAIO3 substrates. These films were prepared by rf-sputtered Ba-Ca-Cu-O

precursor films followed by Tl-diffusion technique. The resonator pattern were made by

standard photolithography techniques and chemical wet etching (HCI : H20 = 1 : 30). The

resonators were finally examinedby a Wiltron 360 Network Analyzer. It was found that the

unloaded quality factor (Qo) of linear- and meander-type resonators are larger than

5 x 103 (5 GHz) and 1.2 x 104(1.6 GHz) at 77 K respectively, as shown in Fig. 11.

According to the relation2°) of the surface resistance (its) proportional to the square of

frequency (f2), Its of the film at 10 GHz was estimated to be about 800 lXff_,which is much
lower than that of 20 mQ of commercialAu films.

LOG HAG. _REF_40. O00c:IB 8. O00dB/OZV

"_" - I]

- . .....

E i ;-----_
_ i I i I i : 1L L_.i_L____._j i
I--i ,4. 9200 4. 9700

k-, Frequency ( GHz )

LO_i It_.li, I_l___g_150 oO00cllS RO. O00118/'DZV
......... ---"r ...... -m--- ..... r--

I ; I i ! i , I i+-

' ' f ! i i I
! , i , a , _ , i

r) *"---,-F--'-_---_-- " ."'--T-----'---T---'T--

_ __L._ ,, ,-m--'--....... : -----.-'.' .....

"_= i' i i ! i ; : i ! i I_
- --....__.... -____L......_...... L_...._L____.....4 ..... ;..... 7t_ i ; ' , . i : ! i .

L ..... L.... t ....... t__ .___,..x___A__..] ..... j___A__ ._J

l..III150 _.,III.II0

Frequency(GHz)
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PROGRESS IN SUPERCONDUCTIVITY:
THE INDIAN SCENARIO

Manu Multani
Tata Institute of Fundamental Research, Bombay 400 005, India

V.K. Mishra
Department of Science & Technology, Government of India, New Delhi 110 012, India

India has made rapid progress in the field of high temperature superconductivity,
beginning at the time of publication of the Zeitschriflfi_r Physik paper by Bednorz and Mfiller.
Phase I of the program was conceived by the Department of Science & Technology of the
Government of India. It consisted of 42 projects in the area of basic research, 23 projects in
applications and 4 short-term demonstration studies. The second phase started in October 1991
and will run through March 1995. It consists of 50 basic research programs and 24 application
programs. The total investment, mainly consisting of infrastructural development to supplement
existing facilities and hiring younger people, has amounted to about Indian Rupees 40 crores,
equivalent to about US$ 13 million. The expenditure for the period 1992-1997 shall be upto
about Rs. 27 crores, equivalent to about US$ 9 million. The basic idea is to keep pace with
developments around the world.

It is noteworthy to remark that during the above-mentioned period several books have
been published. Some of the titles are: ChemicalAspects of High Temperature Superconductivity,
edited by C.N.R. Rao (World Scientific Publishing Company, Singapore, 1991),
Superconductivity Today, C.N.R. Rao and T.V. Ramakrishnan (Wiley Eastern, 1992), Proc. of
the International Conference on Superconductivity, edited by S.K. Joshi, C.N.R. Rao and S.V.
Subramanyam, a Series (now in its 13th. volume) entitled Studies in High Temperature
Superconductors, edited by A.V. Narlikar, Thallium-Based High Temperature Superconductors,
edited by J.V. Yakhmi and A.M. Hermann (Marcel-Dekker, New York, 1994), Selected Topics
in Superconductivity - A Flavor of Current Trends, edited by L.C. Gupta and M.S. Multani (as
part of a nine-volume series on Frontiers in Solid State Sciences, World Scientific Publishing
Company, 1993-1995), Physical and Material Properties of High Temperature Superconductors,
edited by S.K. Malik and S.S. Shah (Nova Science Publishers, Inc., New York, 1992),
Theoretical and Experimental Approaches to High Temperature and Conventional
Superconductors, edited by L.C. Gupta (Nova Science Publishers, New York, 1991)

One of the highlights of our achievements is the discovery of borocarbides as
superconductors. Prof. R. Nagarajan, the main discoverer of this new family, is giving a
separate talk on this. So I shall not dwell on it. We shall outline below the main achievements
of the past two to three years.
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SYNTHESIS AND CHARACTERIZATION

Thin Films

The growth of high quality high-Tc superconductor films on semiconductor substrates
is an important step towards the possible marriage of two technologies. A recent study by the
Poona University group was the realization of Y-123/YSZ epitaxial configuration on Si (100)
by pulsed laser ablation without the chemical removal of the native surface oxide. The
crystalline characteristics of the deposited films have been studied by x-ray diffraction (XRD),
high resolution transmission electron microscopy (HREM) and Rutherford backscattering
(RBS) techniques. Typically, the superconducting films of thickness 500 nm deposited on silicon
with 150 nm epitaxial Y-ZrO 2 buffer layer have Tc as high as 88 K and Jc of 2x105 A/cm 2at
77 K for a 5 I.tm bridge pattern (using the same KrF excimer laser as for pulsed laser
deposition). 1

The group has deposited superconducting thin films as well as buffer layers using the
KrF excimer laser (_. = 248 nm). The substrates include Y-ZrO2 , LaA103 , LiNbO3 ,
Gd3GasO12and Si (100).Detailed studies addressingsuch issuesas epitaxy,interface reactions,
grain structure and coupling have been carried out. Effects such as those of dopants, devices
and other physical properties will be described later in this talk in the relevant sections. The
characterization was done at the laboratory of one of the authors (MM).2 A group at the
Bhabha Atomic Research Center (BARC, Bombay)has been growingsingle crystalsubstrates.

Granularity of HTSC (bulk as well as thin) materials is a characteristic disadvantage of
the laffered superconductors. While one single crystal grain of an HTSC film can support a Jc
> 10' A/cm 2 at 77 K, most bulk materials measurements show 3 to 4 orders of lower critical
current density. Thin epitaxial films have improved these values considerably - but not quite
close to the intrinsic value of a single crystal. A group at the Tata Institute of Fundamental
Research has prepared Ag-doped (5 wt.%) and undoped Y-123 films by PLD. 3 The excimer
laser fluence was 3 J/cm 2 The growth of the film was carried out at 200 mTorr oxygen, a
target-substrate distance of 5 cm and a laser repetition rate of 10 Hz. A normal oxygen cool
in 500 Torr oxygen was provided as post deposition oxygenation. The group found that Ag-
doping considerably improves the microstructure, leading to larger and well-aligned grains with
narrower grain boundaries. A 10 I-tmwide rnicrobridge led to a J_ = 1.4x107A/cm 2 at 77 K on
(100) SrTiO 3. Implications of this for devices is discussed in the appropriate section.

Innovative design and development for producing in situ superconducting thin films and
make property-structure-deposition parameter correlations have been made by a group at the
Indian Institute of Science (I.I.Sc., Bangalore). A technique with the acronym HOST (High
pressure oxygen sputtering technique) was developed and in situ superconducting Y-123 films
have been successfully prepared. To prove the superiority of HOST over the conventional
sputtering techniques, detailed investigations have been carried out on HOST plasma by
studying the I-V characteristics and by carrying out Langmuir probe studies and optical
emission spectrometry (OES). These studies have revealed that in high pressure oxygen plasma
at elevated substrate temperatures, negative oxygen ion energy was extremely small and the
number of ions near the substrate were also small. This clearly explains why the negative
oxygen ions cannot disturb the composition of the films in HOST. It was also observed that the
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positive ion population was more in this technique and, hence, deposition rates were high.

Y-123 films have been deposited on MgO, SrTiO3, and I_xA103by HOST. Auger and
RBS channeling studies have indicated that the filmsare stoichiometric and perfectly oriented.
The films were uniform (better than 1 percent) over an area of I cm.z . The challenging task
of depositing large-area (60 mm or more) films has begun with the design of Facing Target
Sputtering (FTS). Investigations have been carried out to study the effect of target diameter,
target-substrate distance, operating pressure, inter target distance,I-Vcharacteristics, Langmuir
probe studies, negative bias voltage on the substrate, and a variety of other parameters are
being studied for optimal deposition rate and quality.

A significant aspect of the research by another group at the I.I.Sc. has been the
synthesis,purification and characterization of all the organometallic precursors needed for the
CVD process. Initially,dipiraoxylmethanates(DPM) of Y, Ba and Cu were synthesized.These
have been used by other investigatorsas well.More recently, a new 13-diketonateprecursor has
been synthesizedfor each metals. These precursors, the keto-carboxylates,have been found to
be very useful and, perhaps, better than the DPM precursors. The processes for the synthesis
and purification of the various precursors have been scaledup to yield usefullylarge (10 grams)
quantities. Due to polymerization-relatedproblems with Ba precursors, onlypoor quality high-
Tchave been obtained so far by MOCVD.

A group at the National PhysicalLaboratory ( NPL, NewDelhi) has achieved very good
epitaxial films of the Y-123 system by the technique of dc magnetron sputtering. These films
have been grown in situ on the followingsubstrates: SrTiO3(100), LaA103(100), MgO (100),
YSZ (100) and the r-plane of sapphire.4The sputtering gas consisted of a flowingmixture of
argon and oxygen (in the ratio 2:1) at pressures varying between 200 to 1600 mTorr. The
effects of sputtering gas pressure and the substrate temperature in the on-axis geometry (30
mm distance) were characterized by XRD, SEM, RBS, VSM, R-T and Xac-T.

The value of the critical current has been estimated as a function of the magnetic field
using Bean's modified critical state model. The typicalvalues of Jc at zero field and 12 kOe
are 2.2x10 7 and 1.6x106 A/cm2"at 77 K

Fullerenes and Related Systems
The Indira Gandhi Center for Atomic Research (IGCAR, Kalpakkam) group has

synthesizedC60and C70along with the alkali dopants, K and Rb. Somepreliminary studies have
also been made on co-doping K with Pb or Bi. The nominal compositions were PbK2C60and
BiKzC60were prepared in the vapor phase reaction, starting with the stoichiometric
constituents. XRD and ;_ac-Tmeasurements indicate that while Pb and Bi are incorporated in
thefcc lattice, there is no appreciable change in Tcunlike in the case of Tl-doped samples. On
doping C60samples with Yb it is seen that Yb2C,Yb3C60and Yb6C60 are formed. The observed
superconductivitybelow 5.4 K is due to the fcc compound with the least Yb.(See ref.5 and
citations therein)

The group of one of the authors (MM) in collaboration with the Poona Universitygroup
has also been looking a Raman scattering from thin filmsof carbon-60 clusterswith admixtures
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of the carbon-70. The 488 nm Ar. radiation in the backscattered geometry has been used to
characterize the different bonding types. Diamond films have been the focus of study by the
twogroupswith respect to novelsynthesistechniques. We have achieved formation of diamond
films by laser-induced reactive quenching at the liquid-solid interface between a suitability
organic liquid such as cyclohexane (in view of its stereochemical aspects) and a well-
characterized substrate such as tungsten. A nanosecond laser pulse is made incident on a thin
layer of cyclohexane or decalin supported on a tungsten foil. An area of 5 mm x 5 mm is
thermally shocked in the scan mode by the laser pulses. The evidence from glancing angle
XRD, TEM and laser Raman spectroscopyshow,conclusively,the formation of hexagonal and
cubic diamonds on the surface of tungsten. The choice of the organic liquid is found to be
crucial.

A second group at NPL has recently published a paper reporting on the observation
of imperfect carbon cage structures of C60by high-resolution scanning tunneling microscopy.6
The imperfect carbon cages have been resolved to the finest detail, which, for the first time,
provide adequate confirmation of a variety of defect structures predicted by molecular
dynamics simulations. From the conductance spectra by in the STS mode, one observes that
the gap between the HOMO and LUMO for the clusters is decreased with the presence of
defects. From the value of 1.5 eV for the perfect cage, the imperfect cage can lead to gap
values of 0.3 eV or even lower, perhaps to zero value.

Powders and Compacts
A new technique called the pyrophoric process has been developed to synthesize

ultrafine powders of the Y-123 system.The nanoparticles ( 40 nm) and have been observed to
sinter to 99% densityby processingthe pellets at much lower temperatures (880 C) and shorter
lengths of time (1 hr.) than other processes, viz., the conventional ceramic process or the
coprecipitation technique.

C-axis oriented Y-123 whiskers have been synthesized to fabricate whisker-reinforced
Y-123 composite, which show partial c-axis orientation after sintering and a Jcvalue of 1440
A/cm 2at 77 K.

In collaboration with the Universityof Florida group, the author's (MM's) group at has
invented the method of synthesizinghigh density(about 97% of single-crystaldensity) of Y-123
ceramics with a large Meissner fraction ( 90% unoptimized). The technique involves the use
of microemulsions which has been the focus of many studies reported in the past decade by
chemistsas well asphysicists.The microemulsion-derivedpowders sintered with explosivegrain
growth from about 40 nm to about 50x103nm (along the longer axis of the ellipsoids).There
are ramifications for high Jc in bulk superconductors from these studies.

The IGCAR group has designed a vacuum calcination method for the synthesisof high
temperature superconductors. The essence lies in decomposition of precursors (from the co-
precipitation, citrate, or sol-gelroutes) in the quick removal of the CO2whichwould otherwise
react with the Y-123 to form BaCO3, Y203, CuO and Y2Cu2Os,depending on the temperature.
The reduced pressure calcination circumvents this by more effective removal of the carbon
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dioxide. Presently, synthesis of upto 150 grams of Y-123 powder per batch has been
standardized. The process parameters are wellunderstood and there should be no difficultyin
scaling up the process for 500 grams batch size. An annual production upto 100 kg of well-
characterized material is well within reach.

A new semi-wet route to the synthesis of Pb-doped Bi-2223 powders free from
contamination by the 2201 and 2212 stoichiometries has been developed. This process requires
48 hours to complete. By following the sequence of the thermochemical reactions, it is shown
that Ca2PbO4 and 2212 formed in the early stages of reaction, in conjunction with CuO, play
the most crucial role in accelerating the formation of the 2223 phase. 7

The Defence Metallurgical Research Laboratory (DMRL, Hyderabad) has synthesized
Y-123 powder which leads to sintered compacts with high current densities and levitation
properties using quenched melt growth (QMG) and modified QMG techniques. The group has
also prepared Y-123 sputtering targets of high quality.

TowardsNew Superconductors
It was recently shownthat YSr2Cu307, whichis not otherwisepossible to prepare under

ambient conditions, can be stabilized by the incorporation of oxyanions such as carbonate,
sulfate and phosphate. Such oxyanion derivatives of the 123 cuprates are rendered
superconducting by the partial substitution of Y by Ca, Sr by Ba, or by the substitution of
carbonate by nitrate. It has been noted that YSr2Cu2.8(POa)0.2Oyis stable in the orthorhombic
structure, but the material is non-superconducting. The group has found that increasing the
hole concentration through partial substitution of Y by Ca typically by 30 atomic percent
renders the complex system superconducting (To 40 K). Once again, by incorporating the 0.2
phosphate group in the Cu site of orthorhombic YBaSrCu307,a stable tetragonal derivative
with a transition temperature of 47 K has been prepared. The Tc increases to 70 K by 30
atomic percent substitution of Y by Ca. The IR spectrum of this system confirms the presence
of the phosphate group in the C2,,symmetry. This observation is significant since no other
stable 123-type cuprate is known to be formed in the Y-Ca-Sr-Cu-O system under the
experimental conditions employed; let alone exhibit superconductivity.

When the Cu(1) site in orthorhombic YBaSrCu307_(Tc = 80 K) is partly substituted by
the carbonate ion (upto 50%), the crystalstructurebecomes tetragonal and electron diffraction
pattern shows evidence for 2a x 2c superstructure; the material, however, is not
superconducting. The same is true when Y is partly replaced by Ca as in
YCaBa2Sr2Cus(CO3)Oy.When the CO3 group is partly by the NO 3 group as in the
YCaBa2Sr2Cus(CO3)1.x(NO3)xOy,the structure remains the same but superconductivity is
retained. The IR spectroscopic studies show that both, CO3and NO 3 coordinate strongly and
are not present as free ions in these oxyanioncuprate derivatives.Cu K-EXAFS studies on the
carbonate and carbonato-nitrate derivatives confirm the presence of oxyanions in the place
of CuO4units in the Cu-O chains.

Incorporation of the BO33- stabilizes the YSr2Cu307 but the borate derivative is not
superconducting. Neither is superconductivity obtained by partial substitution of Y by Ca.
Superconductivity appears, however, when Sr is partially replaced by Ba. Now, dramatically,
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50 atomic percent replacement of Y by Ca remains superconducting. The borate ion is
coordinated to Cu, reducing its point group symmetry.Observation of superconductivityin the
borate derivatives prepared under ambient conditions is noteworthy.

The important point to note is that the cuprate familycompounds are, essentially,being
fine-tuned to observe subtle changes in the electronic properties. Such an approach can lead
to an identifiable mechanism of the new ceramic superconductivity.It can also lead to higher
or well-tailored transition temperatures. The derivative, T10.sPb0_sSraCu2(SO4)Oy,has been
synthesizedwith the same motivation. Infrared spectra show that the sulfate ion is present as
a bidentate ligand as expected from the structural space group, P4/mmm. (See refs. 8, 9 and
citations therein)

Coatings
Plasma sprayingof high-Tosuperconductors offers somescope for large scale processing.

The results of work done at Bharat Heavy Electricals Ltd. (BHEL, Hyderabad) are reported.
Essentially, in the plasma spray process, feed stock material in the form of powder is injected
into a high-temperature, high-velocity,plasma stream. The temperatures have been estimated
to be in the region of 4000-12,000K while the velocities may lie in the vicinityof 100-200m/s.
These fast-moving molten droplets form a deposit (coating) when they are suddenly stopped
by a relatively cold substrate. We can, therefore, see that the heat and momentum transfer
from the plasma jet to the powder particles are of crucial importance for achieving good
coatings.The arc current, plasma gas composition and flow,and particle size of the feed stock
powder are the primary parameters which need to be optimized. Substrate distance from the
gun nozzle and the substrate temperature are also relevant parameters as they dictate the
speed with which solidificationtakes place on impact and govern porosity and micro cracks in
the deposited coating.

Tapes
BHEL has also been engaged in the design and development of tapes. Silver-sheathed

tapes were fabricated using the Bi-2223system.The tapes were processed to final thicknessby
direct rolling as well as by repeated rolling with intermediate heat treatment. The rolling
reduction rate was also varied to find its effect on the final properties. The critical current
measured at 77 K could be enhanced from 2770 A/cm2 for directly roiled tapes to 12,500
A/cm 2by repeated rolling under identical conditions. In repeatedly rolled tapes the Jc " B
variations were found to be much lower in comparison to the directly rolled tapes. Texture
evaluation using angular dependence of the magnetoresistance showed the a-b plane
orientation to be along the rolling direction..

The powder-in-tube technique using an Ag sheath has emerged as the only viable
method for fabricating long lengths of flexibleHTSC tapes. The Bi:Pb ratio in the above 2223
system was 1.8 : 0.4. The average particle size of the powder was about 2 I.tm.The BHEL
group has now completed angular magnetoresistance (AMR) studies to garner useful
information regarding the texture in the tape described above.The magnetic field is provided
by suitably chosen gap distance between two NdFeB permanent magnets. The gap is adjusted
so that the uniform field is more than Hcl of the Bi-2223 system (where Bi is partially
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substituted by Pb). The fixture for changing the field direction is such as to change the angle
(0) between the transport current (in the plane of the tape) direction and the applied magnetic
field direction. The range covered is 0_0_180. The BHEL group has completed a study along
with the Argonne National Laboratory and the Regional Research Laboratory (Trivandrum)
on the influence of initial composition and processing parameters on the critical current density
of BPSCCO PIT process tapes.

TOWARDS DEVICES

The etch kinetics of Y-123 films have been investigated for fabrication of 2 I_mwidth
microbridges by photolithography. The films have been etched to form different patterns of
micron dimensions. It has been shown that Y-123 could be patterned down to micron
dimensions by controlled wet etching using EDTA as an etchant and by lift-off technique. Lift-
off technique requires fewer number of processing steps and avoids exposure to chemical
etchants. EDTA is an admirably suitable etchant. The critical current density has been found
to increase with decreasing linewidthswhich is due to decreasing number of weak links in the
active microbridge area.

The same group at the Indian Institute of Technology (IIT, Kharagpur) has now been
able to grow 5 monolayer thick 2201 and 2212 phases of BSCCO either singlyor one on top
of the other by the atomic layer deposition (ALD) process. In this method, the group has
sequentially evaporated Bi and Cu from K-cells and SrO and CaO from e-beam guns onto
MgO (100) substrates heated to 700 C. During the deposition, oxygen gas containing 10%
atomic oxygen(generated by dc. discharge inside a U-shaped tube with a very fine hole in the
bent portion which allows the atomized gas into the chamber) was allowed to impinge on the
heated substrate. The 2201 film was deposited first on the substrate followed by the 2212film
so as to prevent interdiffusion and consequent reaction between the MgO and the 2212 film.
The films have been found to be perfectly c-axis oriented. Tunneling measurements are in
progress.

The group has also deposited BSCCO 2201 and 2212 films on PLZT-coated
Si/SiO2/Si3N4 substrates by the ALD process. The PLZT, depending on its processing
conditions, can be used either as a dielectric or a conductor. In situ RHEED analysis shows
excellent c-axis growth of the PLZT layer. Further studies on
Si/PLZT/BSCCO/PLZT/BSCCO films are in progress.

Some degree of successhas been obtained by a group at NPL in the design, fabrication
of an rf-SQUID.1°It is well known that a dc-SQUID is difficult to synthesize because of the
requirement of two weak links having the same critical current. Moreover, the observation of
an If-SQUID behavior does not require a direct contact, so the problem of contact resistance
can be eliminated. These SQUIDs were prepared from screen-printed films of Y-123 and Bi-
2223 (with a small contamination of the 2212 stoichiometry). The voltage-fluxcharacteristics
of both the SQUIDS show oscillations with the period of the flux quantum,qbo. These
oscillations correspond to the area of the SQUID loop and are observed upto 85.1K in the Y-
123system(central hole of350 _tmradius with a suspended microbridge of dimensions 200x400
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i_m2) and upto 98 K in the Bi-2223system (with a central hole of 40 _tmwith a microbridge
of 150x120 i_m2)" The field sensitivity of the first system comes out to be
4"SB=4"(S_b/A)=5.2xl012 T/Hz in the white noise region. For the second system the
corresponding value is 7.9x10"12T/Hz. The latter system is also found to be more stable with
several thermal cyclesbetween liquid nitrogen and ambient temperatures that the former
system.

The IGCAR group has developed SQUID sensors using the Nb-AlzOs-Nbsensor using
the slit wafer geometry. A whole set of photomasks involvinga minimum feature size of 4 I_m
has been designed and fabricated. This devicegeometry enables fabrication of SQUID sensors
with an integrated input couplingcoilwhich couplesthe picked-up signalinto the SQUID. The
coupling efficiencies exceed 80-85%, a value difficult to achieve with other types of device
design. Sincethe fabrication foundry can handle wafers upto 75 mm diameter, a large number
of devices can be obtained in each batch.

The Poona University group has succeeded in using Zn doping for tuning of the
operating temperature of a bolometer based on Y-123 thin films,n The advantage of Zn doping
lies in the fact that (1/R)(dR/dT), which is the highest at the mid-point of the resistive
transition for the new ceramic superconductors, does not decrease substantially as for other
dopants. Thus the Toocan be tailored to specific values, such as, for example, at the boiling
point of liquid nitrogen. In fact, Tc is hardly affected upto doping level of x = 0.3 which drives
the transition temperature down to 52 K.

A novel approach has been adopted by a group at the Banaras Hindu University (BHU,
Varanasi) for enhancing the intergrain and intragrain critical currents in bulk Y-124. The low
intragrain critical current densities are due to inadequate flux pinning in the native cuprate
high temperature superconductors. This situation can be remedied by developing appropriate
flux pinning centers such as by local structural perturbations are strong and isolated, and their
sizes are comparable to the short coherence lengths (0.4 - 3 nm). It has been found that the
Y-124 dissociates above 915 C (for times as short as 10, 30 and 60 seconds) and the
dissociated/transformed phase is always based on Y-124 even though it contains minority
phases such as Y-123, Y-125, interfaces of these with the parent matrix phase, and stacking
faults. The 30-second dissociated sample exhibits critical current densities about 11times higher
than for the virgin Y-124 at 77 K. The correlations with the microstructures have been
described and discussed. The same group, along with the group at NPL (New Delhi) has
observed the rf-SQUID effect in thin films (obtained by spray pyrolysis) of T1-Ca-Ba-Cu-O.
Two films have been chosen for the SQUID characterization. One is mainly the 2122 phase
with needle-like grains.The other consists of the well-connected platy phase of the 2223
stoichiometry. The SQUID has been operated in the flux-locked-loop mode. The 2223
stoichiometry thin film exhibits better flux noise performance.

At the Central Electronics & Engineering Research Institute (CEERI, Pilani) a
superconducting magnetic resistor and S-FET device-like structures have been developed using
the sputtering technique.
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PHYSICAL MEASUREMENTS

In spite of the tremendous efforts by researchers around the globe, the mechanism of
high-Tc superconductivity has thus far remained a mystery. Amongst the different approaches
followed to unfold the mechanism, an important one has been the study of the influence of
intelligent substitutions in the new ceramic superconductors different microscopic and
macroscopic aspects of superconductivity. Within the broad context of this approach, the role
of magnetic impurities has been of particular interest. Unfortunately, in the high transition
temperature superconductors it has been difficult to isolate the direct positive or adverse
effects of dopants (magnetic or otherwise) from their indirect effects realized via their
influence on such aspects as the orthorhombicity, oxygen stoichiometry, oxygen-vacancy
ordering, etc.. A few facts have emerged from the vast body of substituent data which need not
be reiterated here. But it may be noted that theoretical attempts to understand dopant effects
on Tc depression are scarce. It has been argued that the depression of the transition
temperature can be understood to be due to spin flip scattering within the Abrikosov-Gorkov
theory formulated for the strong coupling situation if it is assumed that (1) the Cu2. on CuO2
planes are highly localized and antiferromagnetically correlated even in the superconducting
state and are, therefore, harmless, (2) a vacancy or an extra spin produced by a dopant acts as
a magnetic scatterer. 12

The IIT Kharagpur group has studied the electrical transport properties on the Y-123
films grown by rf. magnetron sputtering for understanding the dimensionality and inter-layer
coupling between CuO2 layers. The films (200 nm thick) on MgO or SrTiO 3 substrates, had a
Jc of 1.5x106A/cm 2 at 77 K. The temperature dependence of the nonlinear current-voltage
characteristics near the superconducting transition temperature have been analyzed for
dimensionality crossover from 2D to 3D as suggested by the Kosterlitz-Thouless (KT)
transition. The resistivity behavior near the transition temperature has been found to be
governed by the activated thermal dissociation of the vortex-antivortex pairs as revealed by the
exponential dependence of resistance on 4"T.However, deviation at temperatures away from
Tc have been observed and are under investigation.

A group at I.I.Sc. along with the IGCAR group has made an interesting study of
pressure-induced bandgap reduction, orientational ordering and reversible amorphization in
single crystals of C70using the techniques of photoluminescence (PL) and Raman scattering.
These researchers were the first to measure the pressure-induced red-shift of the bandgap using
the PL technique. These experiments yielded dEa/dP = 0.138 eV/GPa. Later, the optical
reflectivity and optical absorption measurements have confirmed this value. Using the bulk
modulus Ko of 18 GPa, the hydrostatic deformation potential, which is related to the electron-
phonon coupling constant, is do -- dEa/d(lnV ) = 2.5 eV. The measurement on C70indicates
the hydrostatic deformation potential to be 2.15 eV. The slope changes in the pressure
dependence of the peak positions and linewidths of the Raman modes associated with the
intramolecular vibrations at 1 GPa mark the known fcc rhombohedral orientational ordering
temperature. Group theory predicts 53 Raman-active modes corresponding to the species 12A1'
+ 22E2' + 19E1' of the point group Dsh for the C70molecule. In solid C70,the selection rules
predict many more Raman-active modes. Solid C70transforms to an amorphous phase at P 20
GPa which reverts back to the starting crystalline phase on decompression, as evident from the

32



Raman lines associatedwith the intramolecular vibration and the PL. This implies that the C70
molecules are stable at least upto 31 GPa. This is in contrast to the irreversible amorphization
in solid C6oat pressures greater than 22 GPa. The workers have rationalized this difference on
the basis of different pressure dependence of the c-cdistance between neighboringmolecules.13

It is worth recalling a study made by two members of IGCAR along with the Texas
group of C.W. Chu, the Princeton group and the Lawrence Livermore group.14They found a
correlation between the local charge-density and superconductivity through positron
annihilation studies. The temperature dependence between 10 and 300 K of the positron
lifetime was measured in the YBa2(Cul_,_M,,)3OT._with 0.8,M Zn or Ga and x = 0.0 to 0,07.
In the undoped and Ga-doped samples, the positron lifetime in the Bloch state, % , was
observed to decrease below Tc.In the Zn-doped samples, a dramaticx-dependent temperature
variation of % was observed below the transition temperature for x = 0.01 to an increase of
the lifetime for x_-0.02.It is established from the experimental data that the positron density
distribution (PDD) plays a crucial role. A decrease in lifetime is observed when the positrons
probe the chains and an increase is observed when the positrons probe the CuO2layers. The
decrease in the lifetime below the transition temperature implies an increase in electron
density at the site of the positron, viz., the Cu-O chains. A simple physical picture to
understand this is to invoke that there is a local transfer of electron densitybetween the layers
and the chains in the superconducting state. Such a proposal can account for the temperature
dependence in the Zn- and Ga-doped systemsif we take the PDD into account correctly.The
calculated PDD showsthat the weight of the positron density shifts from the Cu-O chains to
the CuO2layers due to Zn doping. A transfer of electron density from the layers to the chains
will in this case lead to a decrease in the electron density at the site of the positron and this
can account for the observed increase in the lifetime below the transition temperature. In the
Ga-doped system, the PDD is seen to be on the chains and a decrease in the lifetime is seen
below the critical temperature; once again this is consistent with the notion of electron density
transfer from the layers to the chains. Besides, this model explains the observed decrease in
A% with increased doping concentration. An electron transfer from the layer to the chain in
the superconducting state can be viewed as an increase of the charge state of Cu in the layers
from 2+ to 3+. With partial replacement of Cu by Zn or Ga such a charge transfer can be
expected to be suppressed, leading to a decrease in the magnitude of the A% with increased
Zn or Ga doping.Thisbasic approach has been extended to a number of HTSC systemsand
a comprehensive paper.

The group at the Saha Institute of Nuclear Physics(SINP, Calcutta) has been active in
theory as well as experiment. A recent studyinvolvesthe resistivityanisotropy in Y-substituted
Bi-2212 system.15The group has grown undoped and doped Bi-2212 single crystals and
measured the resistivityin the ab-plane and along the c-axis. The normal state Pabis linear in
T with positive slope for all samples.The data are interpreted in terms of the Matthiessen rule:
p= m'/(ne2.qmp) + m/ne2"_ph).The x = 0 and x = 0.1 samples show a metallic temperature
dependence which agrees with the prediction made earlier by Kumar and Jayannayar for the
c-axisresistivity, pc(T), and the resistivityanisotropy,pc/Pab, at room temperature. The value
of the relaxation time that emerges from the fittings of the data to the Matthessen rule is
almost of the same order ( -10 -14sec) as obtained from optical conductivitymeasurements by
Romero et aL.
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The SINP group has also studied the excess conductivity of the Bi-2212 system as a
function of the carrier concentration. The analysisshowsthat the system is highly anisotropic
and the interlayer coupling strength decreases very rapidly with the decrease of the hole
concentration. In the low-hole concentration region, Tc depends strongly on the interlayer
coupling as compared to that in the optimum- and heavily-dopedregion. From the value of the
interlayer coupling,out-of-plane coherence length and dimensional crossovertemperature are
estimated.

The Madras University group has been involved in M6ssbauer16and Positron Angular
Correlation17studies. A recent study focused on the 1D-ACPAR measurements on the Y-123
(with varying oxygen content) and the Y-124 systems have been analyzed. It is revealed from
this work that the Umpklapp components of the second and third Brillouin zones appear in
all superconductors. In the insulating compounds of the Y-123system, they are less prominent.
Otherwise the band structure features of all these samples are strikinglysimilar. In conclusion,
the authors note that there is qualitative accord between the measured and calculated spectra,
signifyingthe reasonable description of the ground state and the Fermi surface of the new
superconductors.

The group of at the Center for Advanced Technology (CAT, Indore), a group at TIFR
and co-workers at the Bhabha Atomic Research Institute (BARC, Bombay) have been
concentrating in the past few years on the dc and ac hysteresis effects on granular samples of
the new ceramic superconductors. A recent study involvesthe minor ac hysteretic study of Y-
123. The results have implications for intergrain and intragrain response for hard type-II
superconductors. When the external dc field Bdcis zero, hysteresis is seen as Bae is raised from
zero and higher odd harmonics are observed in the magnetization. The absence of even
harmonics is indicated by the symmetryof the hysteresisloop. When Bdcis non-zero a response
is also observed at higher even harmonics and the concomitant asymmetry of the minor
hysteresis loop is stressed to be the signature of the field-dependent critical current density
J_(B).It is shown for the first time that the shape of these loops is a function of the history of
application of the cycling field. A model based on the two-component nature of an HTSC
pellet has been put forward to explain the ac and dc history effects.18,19

THEORY

Prof. S.S.Jha has worked out a mathmatical outline of the generalized pairing theory
for the layered HTSCs for, both, singlet and triplet pairing. For the spin-singlet case, a
distinction is made between intra-layer and inter-layer pairing by using different coupling
constants (phenomenological) for the two situations. The actual nature of the exchange
mechanism (whether electronic chargefluctuations,spinfluctuations, ionic excitations,etc.) are
not specified. It is shown how superconductivityat high Tc can arise in this type of materials.
The singlet pairing theory appears to be more promising. It is suggested that no single
exchange mechanism may be operative and the phonon exchange mechanism may be only
playing a supporting role.2°
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Prof. G. Bhaskaran has clarified the application of RVB theory to HTSCs. The author
introduces basic ideas of RVB theory by defing the RVB state and the nature of excitations.
Some exactly solvable models having the RVB ground states are given, followed by
approximate methods (mean field theory and slave boson gauge theory). The theory is then
applied to explain some general properties of HTSCs, the interlayer tunneling mechanism and
to calculate the NMR relaxation times.21

NEUTRON SCATrERING

Neutron profile refinement has been carried out for most polycrystalline HTSCs at the
DHRUVA reactor at Trombay. The results of these investigations are reviewed within the
context of the current structural models and some novel structural features are highlighted. 22

SUPERCONDUCTING SYSTEMS

SuperconductingGenerator
Recognizingthe important role of superconductivityin future technologiesand products

such as generators, BHEL has taken up the development of a 5 MVA Superconducting
Generator under the National SuperconductivityProgram. As a forerunner to this, a 200 KVA
laboratory model of the generator has been successfullydeveloped at the Corporate R&D
Headquarters at Hyderabad. The prototype is undergoing several commissioningtrials. The
rotor has been wound with Nb-Ti wire, producing peak magnetic field of 4 Tesla. For cooling
the rotor windings, a closed-cycleliquid helium plant with liquid nitrogen pre-cooling system
has been installed. The potential advantages of the Superconducting Generator are reduction
in size and weight, improvement in efficiency,possibilityof operating at larger capacities and
higher voltages, and improvement in steady-state stability.

Superconducting High-Gradient Magnetic Separator
Magnetic separations is one of the largest industrial applications of magnetism, next to

motors and generators. It is used for separation of paramagnetic and diamagnetic particles as
well as non-magnetic materials, and finds extensive applications in mineral processing
industries. The magnetic field intensity achievable through conventional magnetic separators
is upto about 2 Tesla, and the magnetic field gradient is of the order of lx103 or 2x103
Tesla/meter. With the advent of superconducting magnets, even larger magnetic field gradients
such as about 105Tesla/meter are achievable with negligible increase in power consumption.
In view of these advantages, this area was promoted in India also. Projects for the design &
development and laboratory trials of superconducting high-gradient magnetic separators have
achieved some degree of success at BHEL & NPL23and the Atomic Minerals Division of the
Department of Atomic Energy have now been completed. The system has been installed and
successfully operated at the Corporate R&D Division of BHEL at Hyderabad.

At BHEL, using the superconducting high-gradient magnetic separator, a number of
experiments have been carried out on ball clay,magnesite, syntheticrutile and iron ore slime.
Iron oxide impurities in ball clay could be brought down from 1.5%to 0.5% from 1.0% to
0.5% in magnesite, from 2.5% to 0.5% for synthetic rutile, enrichment of iron ore slime
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enrichment to 70% from 60%, all processes in a single pass. These results have proved the
efficacy of the system in separating weakly magnetic impurities of micron size from crushed
basic minerals. The throughput is about 1 ton/hour for the crushed mineral ore while it about
5 tons/hour for the slurry.

This development marks the first step in the endeavors towards commercial application
of superconducting technology in an industrial environment. Another prototype equipment
development has been started by BHEL and the Electronics Corporation of India Ltd. (ECIL,
Hyderabad)
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SUPERCONDUCTIVITY IN RUSSIA: UPDATE AND PROSPECTS
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RRC "Kurchatov Institute", 123182Moscow, Russia

Introduction. The researches in high temperature superconductivity in the FSU

had been organized and financed since 1988 through a special State Program, the

scheme being retained for Russia after the regretable decomposition of SU. The scientific

supervision is being carried out by the Scientific Council under the chairmanship of

Academician Yu. Osipyan. The Council consists of four sections conditionally named

"Physics", "Chemistry", "Weak Currents" and "High Currents" and headed by I_.

Shchegolev (Inst. of Solid State Phys., Chernogolovka), Yu. Tret'yakov (Moscow State

Univ.), V.Lemanov (Phys.-Tech. Inst., St.-Petersburg), and N. Chernoplekov (RRC

"Kurchatov Inst."), respectively. I am deeply grateful to each of them for highly

valuable discussions of corresponding chapters of this review.

During the 2 years that passed between the 3d and the 4th World Congresses on

Superconductivity, the tendency survived towards curtailing the number of research

groups working in the field of high temperature superconductivity and, accordingly,

towards cutting back the number of publications on the subject. This process is due

basically to the fact that this problem is given up by random people deprived of sufficient

financial support and is kept up by high-grade professionals. Therewith the quality of

publications raises and their subject matter becomes more and more purposeful. The

situation in Russia is developing in the same direction, if only a little bit slower, partly

because of less rigid approach to the financing problem. Thus, in 1993 the HTSC State

Program coordinated the activities within 275 projects, while in 1992 there were 340
of them and 402 in 1991.
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Section 1: PHYSICS

Major Research Guidelines. The investigation of high-Tc superconductors is

hindered, first of all, by their equilibrium crystal structures be_-:W,seemingly always

intrinsically deficient. Some of lattice sites in these structures remain _:noccupiedwhich

inevitablymakes the lattice partially disordered. That is why more and more attention has

been paid of late to a possibly thorough analysisof the real structure of the compounds

under investigation, their phase composition, etc.

Next, the properties of high-Tc superconductors are in many senses unusual

even in the normal state. It has been found that anomalies originate because of a strong

interaction between electrons in Cu-O planes. However there is still no definite answer to

the basic question of whether this electron-electron interaction contributes to the onset

of the superconducting state and if so, in what way. To clarify this vague question the

mechanismof current carrier formation in Cu-O planes is being studied theoretically and

experimentally. A feasibility of realizing nontrivial scenarios of superconductivity is

examined, different methods are used for gaining the information on the quantity and

symmetry of the superconducting order parameter, etc.

Another stream of works on HTSC worthy of mentioning involves a study into

their mixed state predicted by A. Abrikosov as early as in 1957. A giant single-axis

anisotropy of electron properties of high-Tc superconductors results in nearly

laminated structure of Abrikosov vortices which changes essentially their dynamics

and the process of their interactionwith different defects and dopants. The analysisof

these problems creates the basis for a search for possible ways of raising the critical

current of high-Tc superconductors, improvementof noise parameters of HTSC-based
devices, etc.

1992-93 Developments of PrimaryImportance.

Ph.1. The precision x-ray structure analysis of YBa2Cu30 x single crystals with

various oxygen content held at the Institute of Crystallography of the Russian Academy

of Sciences (RAS), Moscow, (head: V.Simonov) has revealed that there are only three

thermodynamically equilibrium phases of this compound, namely, a dielectric

tetragonal phase of the YBa2Cu30 6 composition with Tc = OK, an orthorhombic phase

II of the YBa2CuO6. 5 composition with Tc = 60K and an orthorhombic phase I of the

YBa2Cu30 7 composition with Tc = 92K. Single crystal with 6<x<6.5 is not, strictly

speaking, single crystal but is built of blocks of the tetragonal phase and the

orthorhombic phase II, while single crystal with 6.5<x<7 is built of blocks of
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orthorhombic phases I and II. On variation of the oxygen index the relation between the
volumes of the blocks varies.

Ph.2. Several research teams gained important results concerning the properties
and the role of the electron-electron interaction in HTSC.

One of the manifestations of this interaction is the existence of large strongly

correlated fluctuations of electron spins whose existence is reliablyestablished in various

experiments. Superconducting pairing owing to spin fluctuations is one of few real

alternatives to the conventional electron-phonon mechanism of superconductivity. Most

of the theories analyzing the pairing via spin fluctuations predict the origination of so-

called d-wave Cooper pairs with a weaker space symmetry rather than s-wave pairs

inherent in conventional superconductors. In this connection the clarification of the type

of the superconducting pairing not so long ago seemed almost decisive for answering the

question of the mechanism of HTSC. In fact, the alternative s- or d-wave pairing ceases

to look so meaningful now when there is a very important work made at the Kurchatov

Institute (head: Yu. Kagan) late in 1992 which theoretically proves electron spin

fluctuations being capable of leading under certain conditions to the formation of s-wave

type Cooper pairs."_

The absence of noticeable anisotropy of a superconducting gap in single crystals

of different HTSC systems directly indicative of the s-wave pairing was revealed in

direct tunnel measurements held in the Moscow State University (head: Ya. Ponomarev)

and the Physical Institute, RAS, Moscow (head: S.Vedeneev.).

A new approach to this field of problems is offered in the work fulfilled at the

Institute of Solid-State Physics, RAS, Chernogolovka (head: V.Timofeev) which

searched into reflections of the IR-radiation from the La2CuO4+x crystals in the

insulating phase under optical pumping of nonequilibrium current carriers. It has

been found that the carriers being formed are strongly bounded due to their spins

entering into strong interactions with the spins of copper electrons (all the

phenomena occur in Cu-O planes).

Ph.3. In the work performed at the Kurchatov Institute, Moscow (head:

A.Taldenkov) a change in the thermal resistance of a superconductor on switching of the

magnetic field has been attributed to phonon scattering by Abrikosov vortices. By means

of measuring the effect magnitude the authors show that Cooper pairs in crystals of

systems TI-Ba-Cu-O and Bi-Sr-Ca-Cu-O are always formed by the electrons of one

•7The same (Y)result was obtained independentlyand a little bit later by J. Appel and
A.W.Overhouser.
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and the same plane, while in the Y-Ba-Cu-O system the situation varies depending on

the oxygen content. In the YBa2Cu307 phase, for example, superconducting pairs may

consist of electrons belonging to adjacent planes. This conclusion is in agreement with

other numerous factors known in this respect.

In a sense the same effect of phonon interaction with Abrikosov vortices has been

registered in quite a different way in the work of the Institute of Physical Problems RAS,

Moscow (head: N.Zavaritskii). Here the appearance of electric voltage under a sound

wave action was detected in a HTSC sample when in the mixed state. The effect results

from phonons dragging the vortices.

Section 2: CHEMISTRY

Within the framework of the Project headed by B.Popovkin (Moscow State

University) E.Antipov and S.Putilin synthesized, resting on an original method of the

crystal-chemical approach to the HTSC phase structure, a new family of

superconductors based on complex copper and mercury oxides: HgBa2CuO4+8 (Tc =

94 K) and HgBa2CaCu206+ 6 (Tc = 127 K). The latter has a parabolic Tc dependence

on the copper oxidation degree. It is the first compound with Tc above 100 K which

possesses superconducting properties under deficient and excessive number of holes.

Of late the same researches independently and simultaneously with Swiss

scientists have synthesized one more compound of this family, namely

HgBa2Ca2Cu308+ 8 with the record-high critical temperature of 134 K increasing

up to 158 K at 150-200 kbar, which inspiresa hope for synthesizingthis phase under the

normalpressures by meansof selectingproper dopants.The lattermember synthesizedof

the new family,HgBa2Ca3Cu4010+8 , has a lower Tc value of 133 K - a tendency
similar the last members of the bismuthand thalliumfamilies.Within the scope of the

same Project a new compound, Eul.6Srl.8Ce0.6Cu308+ 8 (and its samariumanalog),

have been also synthesizedwith Tc = 36 K.

On the basis of the Sr2CuO2CO3 phase, earlier found by E.Antipov's group, a

number of laboratories in different countries have produced at present a lot of
oxicarbonate HTSC akin to oxide HTSC phases. Among other results of a search for

new HTSC phases let me point out synthesisof an ordered polytype ofBi-2212 and Bi-

2201 phases, namely, Bi4Sr4CaCu3014+8 with Tc = 85 K (Project headed by
N.Evtikhievand A.Bush, Moscow Instituteof Radio Electronics and Automation).Let

me stress out here that the informationof these two results first were published in the

"Superconductivity: Physics, Chemistry, Technology" journal and then they were
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"rediscovered" by Western investigators. It's a very serious hint for me as an Editor-in
Chiefl

Procedures have been developed for separation of individual fullerens of C60 and

C70 on modified sorbents (silica gel, modified with diphenylsilile groups, or graphite)

which accelerate noticeably the separation process (Project headed by M.Vol'pin,

Institute of Element-Organic Compounds, and Project headed by A.Dityatiev, Science

and Research Center of Chemical Technologies). Methods of extraction of higher (up

to C200) fullerens and metaifullerenides have been devised. In order to raise Tc a

search for new endohedral metalfullerencomplexes and methods of their testing is being

performed.

Along with physical methods of HTSC film deposition the State Program

supports the development of chemical methods of films manufacturing, such as

aerosol pyrolysis, a sol-gel technique. Special attention has been paid to the fundamentals

of the chemical vapor deposition (CVD) method, most suitable for epitaxial HTSC film

production, and its MetalOrganic modification (MOCVD).

The results of the researches performed under Projects headed by A.Kaul',

Moscow State University, and Project headed by F.Kuznetsov, Institute of Inorganic

Chemistry, the Siberian Branch of RAS, indicate at indubitable perspective

technological character of the MOCVD method. Superconducting properties of films

are by no means worse than of those produced by physical methods, that is, films have

been produced with the MOCVD method had the critical temperature Tc > 90 K, critical

current density jc (77 K) > 106 A/cm2 and surface resistance Rs (77 K, 10 GHz) < 500

p,Ohm). This method has made it possible to achieve deposition rate of 30 _tm/hwhile

retaining high critical parameters of HTSC films and produce high-quality films on
substrates of 100 cm2 in area.

The major promising directions of developing this methods in the nearest years

to come seem to be the following:

a) a search for new metalorganic precursors; clarification of chemical

transformations of precursors in the vapor phase;

b) development of single-source systems of precursor evaporation as the most

straightforward method to achieve high reproducibility of the deposition process;

developmentof the m situ methodsof the depositionprocess control;
c) mathematicalmodeling of the deposition process;

d) investigation into the pinning mechanism in MOCVD films, directed

synthesisof filmswith preset distributionandprevailingtype of pinningcenters;

e) productionof heterostructures containingHTSC layers.
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Researchers of the Institute of General and Inorganic Chemistry RAS (Project

headed by V. Nefedov) analyzed changes occurring in HTSC ceramics and thin films

after a long-term (10 days) exposure to the electrical current action and found that

passing the current is accompanied with redistribution of the content of active

oxygen (enrichmentnear the positive electrode) and impurities;the concentrationof the

HTSC phase increases in the middleof the sample and the criticalcurrent drops. It has

also been foundthat the epitaxialfilmsdegrademuch slower thannonepitaxialones do.

Section 3: WEAK CURRENTS

The works carried out by this Section in last two years covered the following

problems:

1. Substrate manufacturing for HTSC film deposition, a search for new

crystalline materials to be used as substrates and perfecting the quality of existing

materials;

2. Control and optimization of the methods of high-quality HTSC film

production, including those on large-diameter substrates;

3. Elaboration of a reproducible production process for Josephson junctions,

development of SQUIDs;

4. Developmentof bolometers of high sensitivity;

5. Applicationof HTSC materialsin microwave devices;

6. Manufacturingof multilayerstructuresof the "metal-insulator-superconductor"

type and analysisof the electric field (or polarization)effect on electricalproperties of a
superconductor;

7. Working out a productionprocess for micron-scalesuperconductingstructures

on the basis of high-Q tunnel transitions Nb-AIOx-Nb (low temperature
superconductivity).

The following results may be regarded as the most significantfor each of these

problems (at the end of each paragraph a name for proper references is offered):

1) Buffer layers made of cerium oxides (CeO2, a=5.411A (100) and a=3.826A.

(110); Ce203, a=3.891A.;CeA103, a=3.767A) well chemicallyand chrystallographically

compatible with YBCO films (a=3.824A.)have been found to be particularly promising.

It opens up perspectives of producing microwave and other devices on large area

HTSC material (integrated variant). Eu.Gol'man, St.-Petersburg Electro-Tech. Inst.

2) HTSC film were produced by molecular-beam epitaxy on substrates of up to

76 mm in diameter. Smooth-surface films of 10 cm in diameter were laser deposited on

AI203 substrates without a sublayer. The critical current densities in the films run up
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to 107 A/cm2 at 77 K. An average surface resistance value in the films is 0.5 mOhm (77

K, 10 GHz). Double-coat films were produced on AI203 substrates. On Si substrates

with a sublayer films with Tc = 3.5x106 A/cm2 (at 77K) are produced.

M.Predtechenskii, Inst. of Thermal Physics,Novosibirsk.

3) A reproducible production process for Josephson junctions on bicrystalline

substrates has been worked out. The voltage-current characteristics have marked Shapiro

steps up to the 4-th order. The VvsI characteristics obtained register the highest for the

moment characteristic voltage Vc = jcRN = 1 mV. For the first time the existence of

Josephson junctions of the "HTSC - semiconductor - HTSC" type was experimentally
corroborated.

Realized are DC SQUIDs with the flux sensitivity (1.2 - 1.5)x10-5 _o/Hz 1/2 in

the incoming signal band of 30-10,000 Hz and the slew rate up to 104 _o/sec. On using

an external magnetic flux concentrator the field sensitivity makes 6.6x10-13 T/Hz1/2.

Two dimensional magnetic flux scanners based on LTSC and HTSC d.c. squids have

been worked out. M.Kupriyanov, Moscow State Univ.

RF SQUIDs have been made with a 100xl00 pm quantization loop and a

magnetic flux concentrator of 3 mm in diameter. The measurements revealed that the

spectral noise density diminishes rapidly with the frequency increase and for frequencies

above 3 Hz attains the fixed level of 6.5x10"5 _o/Hz 1/2. The power sensitivity was

5.6x10-29 J/I--Izand the field sensitivity made 2.3x10-13 T/Hz1/2 (at 3 Hz). S.Gaponov,

Inst, Appl. Phys., NizhniiNovgorod.

4) A layout is calculated and a production process is elaborated of antenna

microbolometers on NdGaO3 substrates with a threshold sensitivity of 1.6x10"11
W/Hz1/2 and time constant 30x10-7 sec.

The following receiving devices have been worked out and manufactured: a

double-channel receiving device based on HTSC bolometers for scientificresearches in

the IR and submillimeter ranges and a four-channel receiving device based on antenna

microbolometers for investigations in thermonuclear plasma in the submillimeterrange.

A bolometer of a new type has been suggested with the operation principle

based on the temperature dependence of the kinetic inductance for a strip resonator.

Further investigations envisage a study of ultrafast electron processes in thin

HTSC films and an elaboration of receiving and commutating devices with extremely

high speed of response (involving a mechanismof electron heating in the resistive state).

Eu.Gershenzon, Moscow Pedagogical Institute.

5) Film resonators are already available with the Q-factor (at 10 GHz) three

times better than that for copper devices.
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Suggested and investigated is an electrically small antenna for the frequency range

of about 2 GHz. The antenna has a radiator sized 0.07 of the wavelength and a compact

matching system (resonator) sized 20x13x2 mm3. The calculated efficiency has turned

out to be 75% for HTSC materials and 14% for copper (at 77 K). O.Vendick, St.-

Petersburg Electro-Tech. Institute.

6) The electric field effect in multilayer "superconductor-insulator-metal"

(SIM) structures open up new prospects of investigating into physical properties of

HTSC materials and provide the grounds for posing the question of HTSC field-effect

transistor development. A production process has been worked out for multilayer

structures where SrTiO3, PbTiO 3 - PbZrO 3 and SrTiO 3- BaTiO 3 films are used as

insulators (ferroelectrics). With ferroelectric 0.5 mm films of PbZr0.75Ti0.250 3 solid

solutions the dielectric constant (at 1 kHz) was found to be ~600, the loss tangent 0.02

and the remanent polarization was 24 _tC/cm2 at the cohercivity field of 80 kV/cm 2.

V.Lemanov, St.-Petersburg Phys. Tech. Institute.

7) The manufacturing practice for high-quality submicron Nb - AIO x - Nb

transitions has been optimized. A production process of multilayer superconducting

structures on the basis of such transitions has been developed which ensured the

manufacturing of microcircuits with the spread in parameters below 7% for transitions

sized 3x3 I.tm2 and the level of integration 103 per chip.

Threshold parameters of one-quantum digital elements were experimentally

analyzed. The number of "error-flee switchings" was more than 1015 for the buffer

cascade and not less than 1014 for the NOT element. V.Kosheletz, Inst. of Radio

Electronics, Moscow.

Section 4: HIGH CURRENTS

Realization of high expectation of the Technical Revolution connected with the

HTSC practical application are obviously dragged out by the absence of large-scale

production of long-lengh wires and current-carrying elements on their basis. The

difficulty in working out corresponding technological processes consists in the necessity

of meeting (over the whole volume of HTSC wire) the three classical requirements of

ensuring high current-carrying ability:

- no weak links between crystailites;

- favorable pinning structure; and

- formation of a crystallographic structure with well-expressed texture along the

expected transport current direction.

44



A success in solving the problem is undoubtedly feasible only on the basis of a

sufficiently deep insight into the nature of HTSC materials and its interconnection with

the microstructure and phase composition of samples.

,Thus, in Project headed by I.Voloshin, Energy Institute, Moscow most promising

rr,oite_ :extured HTSC samples with the critical current density of about 105 A/cm2

were analyzed. Magnetic field and temperature dependencies of the critical current

density were studied. The investigation was performed with an original noncontact

technique worked out by the Project participants ensuring the variations of the magnetic

domain structure of the indicatingfilm contacting with the sample. A nontrivial result has

been obtained, namely, the magnetic flux penetration in well-textured samples occurs

through macroscopic strip of the scale of about 1 mm rather than via crystallite
boundaries.

As to HTSC wires, the majority of the technology teams in Russia are

successfully developing the "powder-in-tube" method which looks most promising for

the moment. Current-carrying abilityvalues (0 T, 77 K) at the level of 104 A/cm2 for Bi-

2223 based wire are quite common but the transition to greater lengths results in

noticeable decreasing of the critical transport current. The most advanced, to my mind,

are the works performed at the All-Russia Research Institute of Inorganic Materials,

Moscow, head: A. Nikulin. The critical current density of their short-length (5 cm) Bi-

2223 wires runs to 3.5x104 A/cm2 in the self field and at 77 K featuring high

reproducibility and relatively weak decreasing of current-carrying ability on the

application of an external magnetic field.

Perspective and, by all means, pioneer method of Iongdength high-current

HTSC composite wire production is a technology being jointly developed within the

scope of Project headed by V.Kruglov by the researchers from the RRC "Kurchatov

Institute", Moscow, and Moscow Institute of Steels and Alloys. The technology is based

on the high temperature gas-dynamic extrusion of amorphous or crystallized

semiproducts produced by pumping of the melt into silver containers followed by

operations of drawing, rolling and thermal treatment, see Fig.

This process ensures a uearly theoretical density of the HTSC core, low

contamination of crystallite boundaries, a possibility of introducing structure variations

within a broad range and at any stage of the technological process and a multi-axial

loading principle with one-shot extrusion deformation degrees up to 98%. In

consequence it is possible to produce long-length (up to 10 m) wire stretches with a

high degree of homogeneity along the whole length (as confirmed by weak smearing of

the V vs I characteristics, not exceeding those of commercial niobium-titanium alloys)

and with high transport properties yielding the critical current densities for Bi-2212
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based compounds (4.2 K) of the order of lo5 A/cm2 and 7 x 1 0 ~  A/cm2 in the fields of 5 

T and 8 T, accordingly. 

A research team from the Moscow State Technology University (head: Drs. 

O.Polushchenl:o).has produced bulky highly textured rods and plates based on the 1-2-3 

compound with rhc critical current density above lo4 A/cm2 at the liquid nitrogen 

temperature and 1 T magnetic field. It allowed specialists from the Moscow Aviation 

Institute (head: L.Kovalev) to devise prototypes of a new face-type hysteresis motor 

(stature diameter: 60 mm; power: >10 W) and a synchronous jet-propulsion stepping 

motor with an external diameter of 108 mm. 

Good progress in the development of a so-calied "topological generator" has been 

made by a group headed by Yu.Baurov from the Central Science and Research Institute 

of Machine Building, Moscow. They designed a generator on the basis of bulk ceramics 

as well as films. In the produced prototype generator of this type sized 80 tnm in 

diameter and 100 mm in length the current in the closed circuit was about 10 A at 77 K. 

The experience acquired in the course of tests allows one to hope that it is possible to 

design a high current (1,000 A) topological generator using the now available technology 

for HTSC elements manufacturing. 

The Project headed by Eu.Krasnoperov, RRC "Kurchatov Institute", Moscow, 

envisages working out "hybrid" magnetic systems. Outer sections are superconducting 

and inner ones are resistive water-cooled. The total stationary field will be 30 T. An 

outer section is made of niobium-titanium wires and comprises 16 compounded modules. 

During the tests of a section the field in the center was 4.9 T which is 0.5 T higher than 

the calculated value. The water-cooled section consists of two "po1yhelix"-type 

optimized windings connected in series. Their production has been launched. The 

contribution of the superconducting section into the total field will make 9-1 0 T and that 

of the water-cooled section will be 20 T. 

The realization of this project (which is inhibited by serious financial difficulties) 

will provide a means of carrying out physical investigations in stationary magnetic fields 

up to 30 T. Evidently, it is of primary necessity for studying the properties of HTSC 

materials. 
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PREPARATION, STRUCTURE AND SUPERCONDUCTIVITY

OF HIGH-Tc COMPOUNDS

(Researchof high temperaturesuperconductorsin Hungary)

I. Kirschner

Departmentfor LowTemperaturePhysics,E0tv0sUniversity,Budapest,Hungary

Abstract

In this paper the main directions, methods and results of the investigationof high-Tc
superconductorsin Hungaryarebrieflysummarized.Thefundamentalideaof this researchis to study
the effectof startingconditionson the microstructureof samplesand the influenceof the latter one
on their superconductingparameters. The investigationconcerningtechnical developmentis also
mentioned.

Introduction

At the beginning of this century the fundamental gravitation experiments of Lorfind

F_.6tv6sand his collaborators made the Hungarian physics to be well-known. Numerous

famous results are connected to his name, namely the E6tv6s-pendulum (which has an

importance in the research of raw materials too), Eftv6s-effect and E6tv6s-law, etc.

Before the 2nd World War the physical investigation was concentrated in the

universities and some big companies, dealing mainly with the applied research referring to

the actual needs of the industry. In this way important results have been achieved in the field

of research of metals (in particular of wolfram), noble alloys, and physical basis of the

production of incandescent lamps and high-power electrical equipments.

Many Hungarian originated physicists and chemists left their native country and

worked in the forefront of scientific research in different places of the world. Among them

Jen6 Wigner (nuclear physics), Ede Teller (nuclear physics), Mikl6s Kiirti (low temperature

physics), JAnos Kem6ny (discovery of basic language of computers), Liszl6 Tisza
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(thermodynamics), Zolt,'inBay (radar technology), Frigyes B_/my (vestibular system), T6dor

K_m/m (mechanics, who was the founder of Jet Propulsion Laboratory), D6nes G_ibor

(holography), Le6 Szil_d (nuclear physics), Gy6rgy B6k6sy (research of hearing), J_os

Neumann (mathematics), J_inosPol_inyi (dynamics of chemical process), Korn61 IAnczos

(mathematical physics), Gy6rgy Hevesy (nuclear chemistry, isotope-traces), Albert

Szent-Gy6rgyi (biochemistry) and B_ilintTelegdi (nuclear physics) are the most known. The

excellent scientific results of Wigner, G_ibor,Szent-Gy6rgyi, Hevesy, B6k6sy, B_y and

Pol_inyiwere acknowledged by Nobel-prize.

During the years of fifties a new research and development system was established,

having four sections, namely university departments, institutes of the academy of sciences,

industrial research institutes and local research and development centers of different

companies.

The physical research broadened significantly and the directions covered almost all

of the main fields of physics, e.g. quantum-mechanics, solid state physics, thermodynamics,

nuclear physics, optics, astrophysics, elementary particles, statistical physics, laser physics,

relativity theory, etc.

Some groups were successful in different areas of physical research, namely in the

investigation of cosmic rays, molecular spectroscopy, crystal growth, elementary particles,

low energy nuclear physics, evolution of the world, magnetism, neutron physics, quantum

chemistry, etc. having internationally respected results.

Activity and co-operation in high-Tosuperconductivity

The solid state physics and materials science have a rather old tradition in Hungary,

and numerous Hungarian research institutions (universities, academic institutes and industrial

research centers) act in different fields of condensed matter physics. During this research,

remarkable results obtained concerning metals, alloys, semiconductors, surfaces and technical

application of the results of the fundamental study. This activity provided the basis of the

research of low temperature phenomena, first of all superconductivity.

The main themes of our superconductivity research were the investigation of the

magnetic properties of conventional superconductors, namely In-Bi, In-T1, In-Pb, Sn-Bi, and

Sn-Sb alloys, the study of compounds and alloys having an importance from the point of

view of application, building magnets and small-scale cable sections, the investigation of the
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pinning properties and the use of the irreversible thermodynamics to describe the features of

superconductors.

In the last years, after the discovery of the high-temperature superconductivity, we

turned mostly to the investigation of the phenomena of these new superconducting

compounds.

The investigation of the high-temperature superconductivity was started in Hungary

in January 1987, based on our former experiences obtained in the course of the research of

the conventional superconductors, which began in 1963.

(1). In a small country, like Hungary, the co-operation plays a very important role

in the research work, so we have organized a very wide cooperation inside and outside

Hungary concerning this field of science. This contains the following institutions:

1. Eight laboratories of the F_,6tviSsUniversity, Budapest, (Department for Low Temperature

Physics, Department of Atomic Physics, Department for General Chemistry, Department

for Mineralogy, Laboratory for Nuclear Chemistry, Department for Petrology and

Geochemistry, Laboratory for Surface Physics and Department for Analytical Chemistry),

2. Central Research Institute of Silicate Industry,

3. Five laboratories of the Budapest Technical University (Physical Institute, Reactor,

Department of Electrical Machines, Institute of Mechanical Technology and Department

of Electronics Technology),

4. Central Research Institute for Chemistry,

5. University of Debrecen (Institute for Experimental Physics),

6. Institute for Research of Metals,

7. Central Research Institute for Physics,

8. Research Institute of Electrical Industry,

9. EPOS-PVI Electrical Inc.,

10. University of Veszpr6m (Department of Silicate Chemistry),

11. Research Institute of Technical Physics,

12. National Bureau of Standards,

13. Nuclear Research Institute of the Hungarian Academy of Sciences,

14. Ministry of Industry (Ganz Electric, Budapest Iron and Steel Company, K6b_inya

Porcelain Works, Microelectronics Ltd, Metalltech Ltd),

15. Committee of Technical Development;
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16. Finland: Wihuri Physical Laboratory (University of Turku), Microelectronics Laboratory

(University of Oulu),

17. Great Britain: Center for HTSC (Imperial College of Science and Technology, London),

Department of Physics (Glasgow University),

18. Germany: Institut fiir Festkrrperforschung (KFA, Jiilich), Lehrstuhl fiir

Tieftemperaturphysik (Humboldt University, Berlin), Forschungszentrum (Geesthacht),

Hammelwerke Sensor GmbH (Scheweningen), Physikalisches Institut (University

Erlangen-Niirnberg, Erlangen),

19. The Netherlands: Physics Department, (University of Amsterdam), Physical Institute

(University of Nijmegen),

20. Russia: Institute for Physical Problems (Moscow), Institute of High Temperature

Research (Moscow),

21. Austria: Physikalisches Institut (University of Vienna),

22. Egypt: Department for Physics (Ain Shams University, Cairo),

23. USA: Institute of Chemistry, Drexel University, Philadelphia, etc.

(2). We have developed a complex basis for preparation of samples, which included

university laboratories, academic institutes, industrial research centers and local industrial

research-development sections. The preparation work covers different profiles, containing

different methods form the solid state reaction, through explosion procedure or screen

printing, until laser ablation.

(3). In the frame of the above mentioned co-operation we have sent superconducting

samples to Italy, Germany, England, The Netherlands, Russia, Austria for investigation and

provided more, than 100 Hungarian schools with them giving the possibility for the

demonstration of the impressive HTSC effects.

(4). A specific govemmental financial support helped us to increase the level of

investigation and made possible to carry out some experiments of that kind, which could not

be done earlier due to the lack of certain up-to-date experimental equipments.

Research and results in the field of HTSC

The research performed in Hungary in this field is basically experimental, it has,

however, some theoretical and application aspects, as well.
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(1). The investigation can be treated as a complex one, because it concerns all of the

main directions in question, namely the sample preparation, physical properties and possible

technical applications.

(2). This study covers all of the known families of HTSC compounds. The properties

of La-Ba-Cu-O, Y-Ba-Cu-O, Bi(Pb)-Sr-Ca-Cu-O, T1-Ca-Ba-Cu-Oand in the latest time

Hg-Ba-Ca-Cu-O superconductors have been investigated. Different substitutions of ions and

doping processes were also performed, which is demonstrated as follows: Sr--.- Ba, Eu or

other RE--*-Y, Fe or Sn_Cu, F--*-02 and addition of Ag or LiF, in order to change the

physical or mechanical parameters of the basic superconducting compounds.

(3). The bulk samples, thick films and thin layers are equally in our interest from the

point of view of investigations.

(4). High-To superconductors, suitable to different specific purposes, (e.g. magnetic

screening) were elaborated, as elastic foils, rods and filaments, using organic and inorganic

filling materials.

(5). Certain improvements of the experimental technique were also performed

concerning the measurement of thermoelectromotive force, critical currents, a.c. resistivity

and susceptibility.

(6). During the different directions of investigation we used a rather wide spectrum

of the research methods, namely:

1. SEM, 2. X-ray, 3. TEM (HRTEM, SAED), 4. micro-probe, 5. EDS, 6. EPMA, 7. STM,

8. TG, 9. DTA, 10. resistivity measurements, 11. susceptibility, 12. SQuiD-technique,

13. ESR, 14. NMR, 15. thermodynamic cross-effect (TEMF, Hall),

16. magnetic (hysteresis), 17. dilatation, 18. SIMS, 19. detection of vortex movement,

20. ESCA, 21. M6ssbauer-spectroscopy, etc.

(7). The applied methods provide scientific information on the physical properties of

the samples, namely:

1. character of the superconducting transition (metallic, semiconducting, percolative),

2. sharpness of it, 3. effect of preparation (starting materials, their mixture, heat treatment),

4. temporal stability or instability (possible change in structural, electrical and magnetic

properties), 5. effect of external circumstances, 6. quantity of superconducting material in

specimens, 7. number, quality and share-rate of s.c. phases, 8. place and change of ions,

9. type of charge carriers, 10. degree of oxidation, 11. chemical co-ordination, 12. properties

of surfaces and grains, 13. critical parameters (To, T_ To, Hc_,Jci, _, h, K), 14. phonon-
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electron coupling, 15. gap, 16. conclusion on the fundamental superconducting mechanisms,

17. data for unit cells and their deformation, 18. anisotropy, 19. mechanical properties,

dilatation, elasticity, 20. influence of thermal cycling, 21. corrosion, degradation, etc.

(8). Due to the limited length of this paper only a few concrete results of the

Hungarian HTS-research can be enumerated to demonstrate the scope of it:

1. Just from the beginning we made the electrical and magnetic measurements together

to obtain a good chance to evaluate the Meissner's state volume of samples.

2. We have investigated in detail some important questions of high-Tocompounds, namely

the preparative chemistry consequences on Y-Ba-Cu-O superconductors, the possible role

of percolation effects in establishment of superconductivity, characteristic parameters of

T1-Ca-Ba-Cu-Ocompounds based on a very wide spectrum of preparation methods, surface

structure of different samples by STM method, effect of thermo-mechanical and water

corrosion, proximity effect, complex study of Bi-based samples, effect of neutron

irradiation, diamagnetism above To, effect of particle size on the mechanism of the

development of HTSC, improvement of the plastic properties of samples, etc.

3. Similarly to other laboratories, we also observed superconductivity at higher, than usual

To in an Y-based, temporally unstable specimen in April, 1987, but in contrast with other

results, the value of its Tc was only 105 K.

4. The elaboration of superconducting ceramic magnets with a new energy feeding, small-

scale electrical rotating machines, cryogenic liquid level sensors, magnetic field detectors

and magnetically screening elastic foils, rods and thin filaments can be mentioned among

our works for the purpose of technical development.

5. Some Hungarian researchers were dealing with the study and application of Josephson's

tunnelling and with the high-To SQUID experiment having some new and valuable

information on these questions and on their application in measuring technique.

6. The employment of the M6ssbauer-spectroscopy to find out the details of structure and

some fine effects represents an important contribution to the HTSC-research in Hungary.

It was very wide, and based on replacing sites by 151Eu,_19Sn,57Feand 57Conuclides in

order to get information about site preference, structural changes, temporal instability and

change of the phonon properties.

7. Hungarian researchers have attained remarkable results in the investigation of fullerenes,

certain part of those can be superconducting. If the chains of C60 molecules contain some

alkaline metals (e.g. K, or Rb), they can develop in the form of filaments and produce
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electrically conducting polymer-crystals, which show a metallic behaviour.

This research is also accomplished in an international (American and Swiss) co-operation.

The structure of fullerenes of different kinds of conductivity are under

investigation in Hungary, using unlike methods, e.g. ESR-, IR-, and

M6ssbauer-spectroscopy. These investigations include alkaline fullerenes, fullerene

polymers and ligandum-containing fullerenes as well.

8. Optically induced changes of the magnetic properties, created by laser beam in

La-Ba-Cu-O superconductors have been observed. According to our investigation, the

light-induced change of the magnetic moment strongly depends on the temperature at low

temperatures. The results obtained in the magnetic field of 1-26 Oe suggest, that the

observed effects have contributions from the weakening Josephson's junctions under

illumination and from the additional part of the optically induced flux creep, which

depends on the applied magnetic field.

9. In order to examine the fine details of superconducting-normal or normal-superconducting

transition, a new, so-called thermometric mapping method was elaborated. By the essence

of this method, the samples are submitted to a large and variable temperature gradient,

which broadens significantly the transition to reveal its gradual nature. This procedure is

in a strong contrast with the conventional electrical and magnetic measuring practice of

superconductivity, where a homogeneous temperature distribution is used generally to

avoid the uncertainty of results. The method is sensitive enough to detect not only the fine

structure of the transition, or to select the unlike properties of different specimens, but to

trace the change of the features of a given sample too.

(9). Comparing to the international research of HTSCs, we investigated firstly some

important questions of this field, which were as follows:

1. building high-Tosuperconducting ceramic magnets, 2. synthesis and application of a new

precursor Ba2Cu3Os, 3. investigation of the corrosion effects, 4. elaboration of the

thermometric mapping method, 5. Mrssbauer-study of Tl-based superconductors,

6. cryogenic liquid level sensor based on TEMF, 7. a new method for preparing Y-based

superconductors, 8. observation of the fine structure of S-N or N-S transition, and

9. elaboration of a microwave magnetic field detector. At the same time Hungarians were

among the first groups to measure TEMF, to develop ceramic HTSCs workable by machine-

tool, to elaborate elastic foils, rods and filaments and to build small electrical rotating HTSC

machines.

54



Publications

In the course of investigation of high-To superconductors we have reached

internationally respected results, published over 150 scientific papers, elaborated some

patents and introduced the fundamental phenomena of high-temperature superconductivity

into the education of universities and secondary schools. Among them, we have the exact

number of the publications of one of the Hungarian high-To laboratories. This is the

Department for Low Temperature Physics, Ertvrs University, which published 75 scientific

papers, 3 patents and 15 studies and dissertations on the methods, results and applications

between 1987 and 1993.

Conclusions

On the basis of the facts analyzed in this paper, certain conclusions can be drawn, as

follows:

1. A small country can also be effective in the field of a given branch of scientific

research, if the aim is chosen right, the powers are concentrated rationally and the co-

operations are organized operatively [1].

2. Hungarian scientists attained significant results in different areas of high-To

superconductivity and contributed successfully to the world-wide research, because they

utilized effectually the internal and the possibilities of international co-operations [2].
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Abstract

Somebasicquestionsof the way, whichleadsfrom the discoveryof high-Tosuperconductors
to their applications is surveyed. The influenceof high-T_superconductingtechnology on the
industrialand socialdevelopmentis also brieflyanalysed.

General

The main problems are how the results of the scientific research can be transferred

"into technology and in what extent this process can be useful for the society.

Postulation: Superconductivity, as a phenomenon of extremely or ideally lossless state

should revolutionize not only the electrical or electronical industry, but through them it

should change various segments or sections of technology and the life style of the society

too.

The fact: There are certain obstacles (requirement of cooling, critical parameters

themselves, a.c. losses, etc.) those make difficult to introduce the physical findings, results

and developments into technology.

Disappointments: Some potential users, evenprofessionals (engineers, managers, etc.)

are often deeply disappointed when they are aware of the difficulties.

Financing : Both of basic and technical researches require sponsors who are able and

eager to invest money into a scientific program without the requirement of making profit

within a short term. Govemments and companies of developed countries wish to sponsor

these themes, but in an other part of countries there is a lack of money to support the

superconductivity research.
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Usefulness: The new technology induced by the research of superconductivity results

in new and efficient modes of production. This leads to bring forth new values for the

society.

Superconducting products

Fifty years were necessary after the discovery of conventional superconductivity [1]

until the first attempt [2] to elaborate some magnetic application of this phenomenon. The

main difficulty is represented by complicated and expensive liquid helium technique which

strongly limits the spread of low-temperature superconductors.

A qualitatively new situation appeared by the discovery of high-temperature

superconductivity [3], for which the simple and cheap cooling provided by liquid nitrogen

is sufficient. Until this date five groups of oxide ceramics can be taken into consideration

from the point of view of technical employment, namely La-Ba-Cu-O, Y-Ba-Cu-O,

Bi(Pb)-Sr-Ca-Cu-O, T1-Ca-Ba-Cu-Oand Hg-Ba-Ca-Cu-O families having intervals of critical

temperature Tc of 32-40 K, 80-92 K, 85-110 K, 60-125 K and 90-150 K, respectively.

As far as the other two main parameters are concerned, the upper critical magnetic field He2

falls into interval of 50-200 T, while the transport critical current density Jc extremely

depends on the morphological character of the samples [4], having values of 100-300 A/cm2

for bulk materials, 103-105A/cm2 for melt-textured thick films and 105-106A/cm2 for high

quality thin layers.

The reliable and controlled best values of Jofor 100-200 m long wires and tapes are

50000-100000 A/cm2 for Y-based, 50000-150000 A/cm2 for Bi-based materials, while

10000-20000 A/cm_ can be reached for very pure Tl-based short samples. Since some of

these superconductors can work in a very high (5-25 T) magnetic field, the possibility of

their use for different electrotechnicalpurposes can be taken to be acceptable.

The problem of rigid andbrittle properties of these ceramics and the question of long

time stability seems to be soluble.

The most probable applicationsof these materials concern not only the electrical

industry, but the electronics, signalprocessing, computer techniqueand informatics too, as

is listed in the followings [5]:

1. building magnetsand magneticshieldings,

2. generators, electrical transport lines, magneticenergy storage,
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3. fault current limiters,

4. heavy-duty bearings,

5. magnetically levitated machines,

6. sensors for temperature, pressure, magnetic field, frequency, voltage, current, liquid level,

radiation, etc.,

7. signal detectors and processors,

8. electronical chips,

9. high frequency receivers, mixers and antennas,

10. fast computers,

11. bolometers and nuclear particle detectors, etc.

New developments: Proposals and experiments regarding technical applications of

high-To superconductors should compete with existing and reliable products. The new

products should have some advantages to substitute the present ones.

Most successful applications have been developed in those fields of technology, where

there are no real competitive counterparts.

Commercial challenge

The commercial challenge arises when superconducting products are at the society's

disposal in an appropriate quality and quantity and they should be distributed among the

demanding institutions and persons by selling and buying. Nowadays we are far from this

point, but the society must be prepared to this one, because the new materials, products,

instruments and equipments will change the style and quality of the life.

Superconductivity and society

How to influence the society in order to accept easier the novel and unique results of

the science and technology?

We think there is a lack of a thorough analysis of economic and social effects of the

technology of superconductivity. This analysis must be accomplished by ourselves and its

results should be submitted to the decision-making persons.

It is obvious that we are responsible to introduce the teaching of basic and applied
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aspectsof superconductivityinto the educationof the universitiesand secondaryschools or

to improve theireducation.Numerousprojectsaimedat the applicationof superconductivity

are planned to be partly or fully completedby the end of this century. By this time the

studentswho will study the superconductivityin the next years will come to work into the

industry, economy, etc., and perhaps theywouldbe moresusceptibleto new technologies,

like superconductivity.
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A SQUID is the most sensitivedevice for measuringchanges in magneticflux. Since its
discoveryin the sixties,scientistshavemadeconsistenteffortsto applySQUIDsto variousapplications.
Instrumentsthat are the most sensitivein their respectivecategorieshavebeenbuilt, suchas SQUIDDC
susceptometerthat is nowmanufacturedbyQuantumDesign,pico-voltmeterwhichcould measure10-14
volts, and gravitational wave detectors. One of the most successfulapplicationsof SQUIDs is in
magnetoencephalography,a non-invasivetechnique for investigatingneuronal activity in the living
human brain. This technique employs a multi-channelSQUID magnetometerthat maps the weak
magneticfield generatedby smallcurrentwheninformationis processedin brain, and its performanceis
marvelous.

All the wondersof SQUIDshavebeen realizedusing low temperaturesuperconducting(LTS)
SQUIDs that must be cooled using liquid helium. Since the discovery of high temperature
superconductorsin 1986, people have long expectedto replace LTS SQUIDswith their high Tc
counterpartsin some applications,or to find new applicationsfor high temperature superconducting
(HTS)SQUIDs.A HTS SQUIDis capableof workingat liquidnitrogentemperature,whichis far more
advantageousto liquid helium in terms of cost and in terms of possibilityfor field applications.Many
effortshave been made to take advantage of HTS SQUIDs.Varioustypes of HTS thin film or bulk
SQUIDmagnetometersand gradiometershavebeen studied.The bestHTS SQUIDis very competitive
with its LTS counterpart in properties and performance.However, there has not been any real
commercialapplicationof HTS SQUIDsyet. Despitethe promisingfeaturesof HTS SQUIDs,there are
still many challengesahead beforeHTS SQUIDscan be widelyused in commercialproducts. In this
short paper, we would like to brieflydiscusssome of the issuesthat people need to be concernedwith
whentryingto usea HTSSQUIDin a particularapplication.

First of all, peoplehave to ask themselvesin what typeof applicationsthat a HTS SQUIDhas
advantagesover other techniques.Althougha SQUIDdevice is more sensitive,the cost involved is
generally higher and the requirementof knowledgeto operate a SQUID device is more stringent.
Therefore,people needto determinefor themselveshow competitivea SQUIDdeviceis comparedwith
other techniques.How much better is it to use a HTS SQUIDin a particular applicationthan those
currentlyused systems?Howmuch improvementcan we expectover other techniquesif we use a HTS
SQUIDin that application?Is the improvementsubstantialthat it can be easilyacceptedand adoptedby
end users? As Weinstockalways points out, one should not use a SQUID-basedinstrumentwhen a
simplertechnologywill suffice[1].

Supposethat a SQUID is a necessityfor an application,should a HTS SQUIDbe used? For
instance, can a HTS SQUID replace a LTS SQUID in susceptometers,gravitational wave detectors
without or with only little compromise?Comparedwith LTS SQUIDs,HTS SQUIDshaveonly one big
advantage.That is, it has a higher transitiontemperatureand it can work at liquidnitrogen temperature
insteadof liquidheliumtemperature.This is muchpreferredeconomically,and it doesopen doorsto a lot
of possible uses of HTS SQUIDs.However,as pointed out by John Clark, a SQUIDworking at this
temperaturewillnever achieveas gooda resolutionas can theircounterpartsworkingin liquidhelium [2].
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At the same time, sincehigh temperaturesuperconductorsare ceramics,they are muchmore difficultto
processthan low temperaturesuperconductors.A superconductingtransformermade of high Tc wires
similar to low Tc transformers,whichhelpsto placeSQUIDsin a magneticallyshieldedenvironment,has
not been realized. A HTS SQUID gradiometer cannot be made as symmetric as a LTS SQUID
gradiometer,which achievesone part per million in symmetry.Thus, it wfUbe very hard for HTS
SQUIDsto replaceLTS SQUIDsforsensitivemeasurements.

Nevertheless,we need to realize that there are still many other applications in which the
sensitivitiesof HTS SQUIDswill suffice.For these applications,we must take full advantagesof high
transition temperaturesof HTSSQUIDs.If they are combinedwith smallsize cryocoolers,portableHTS
SQUIDdevicesmay becomepossiblefor field and industrial applications.This cannotbe accomplished
with LTS SQUIDs.

Of course,to applyHTSSQUIDsforfieldor industrialapplications,manypracticalmattersneed
to be taken care of. The immediate concern for field applications is that a SQUID is subject to
environmentalnoises,suchas interferencefrompowerline,machinery,electronicequipment,and etc. It is
not like thosebiomagneticinstrumentsandthose scientificinstntmentswherealmosteverything,such as
SQUIDsensors,superconductingtransformers,and eventhe sample,is enclosedin a magneticshielded
room. Thereforethe field sensedby the SQUIDsensorsis very small, and is all the informationpeople
want. Everythingdetectedis useful.For fieldor industrialapplications,there is no shielded roomto use.
Otherwiseit cannot be portableor the cost involvedis too much.Withoutany shielding,the SQUIDis
exposedto a large environmentalfield or interference.The interferencein general is alternating fields
which rendera SQUIDmagnetometersimplynot usablesincemost of SQUIDelectronicshas a range of
only _t.500_0,while the fluxproducedby the interferencemay be hundreds times larger. The SQUID
electronicsjust has to reset itself too frequentlyto be usable.HTS SQUIDgradiometersmay be used.
However,they are also influencedby the interferencedue to limitedsymmetry.This difficultyhas to be
overcomefor HTS SQUIDsto havea big market. Techniquesmay involveredesignor modificationof
electronics.

The largeenvironmentalnoisealsoaffectsthe propertiesof a SQUIDitself.In almostall the LTS
SQUIDapplications,the SQUIDis placed in a shieldedchamberand the surroundingfield is tiny. The
measuredsignalis transformedbya superconductingtransformerwith the pick-upcoil placedoutsidethe
shieldedchamber.But forhigh temperaturesuperconductors,sucha flexiblesuperconductingtransformer
cannot be fabricatedyet. A HTS SQUID has to be exposed to external field, even with thin film
transformers.Whenit is exposed,manyof its propertiesmaychangedependingon the magnitudeof the
field.For instance,the criticalcurrentin thejunctionmayvarywith the appliedfield,whichwill certainly
affectthe SQUIDproperties.At the same time, for high temperaturesuperconductors,flux trappingmay
be quite importantin largefield,thus causinglargenoises.

It is usually expectedthat a devicewith a HTS SQUIDperformsbetter than those without
SQUIDsin many applications.It shouldbe able to do what the current systemscannot do. It shouldbe
able to detectevensmallersignals.While talking aboutpossiblebenefitsthey mayobtainwith a SQUID,
peopleoftentend to omit the fact that the signalto noiseratiois reducedfor small signals.Althoughthe
noise may be smaller than currentlydetectablesignal, will it overwhelmthe expectedsmaller signal
detectableonly by SQUIDs?If it does,the sensitivityof SQUIDscannotbe fullyutilized.Peopleneedto
find a way to reduce the noise further to improvethe signal to noise ratio. I will take nondestructive
testingof metalas an example.Theconventionaleddycurrentmethodis not ableto detectsmallcracksat
a depth greaterthan 0.5 inches.We are workingon using a I-ITSSQUIDas a sensorto replace the coil
sensorin conventionaleddy currentmethodfordetectionof smallcracksat large depth. Since our target
crack(hereafterthe target)is fartherfromthe coilthanthe crack(hereafterthe crack)that canbe detected
using conventionaleddy currentmethod,the currentdensityinducedat the targetis smallerthan that at
the crack. Similarly, since the target is also farther from the sensorthan the crack, the field change
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generatedbythe targetdecaysfasterthan bythe crack.Becauseofthese factors,the signalfrom the target
is much smaller.However,the noiselevel remainsthe same.The effectof changein lift-off,the distance
betweentilecoil or sensorand the sample,is still largewith the eddycurrentmethod.If such a change in
lift-offcannotbe controlled,it will generatea noisethat maybe muchgreaterthan the signalgeneratedby
the target.Usefulsignalwillbe buriedin the noise.Thismaybe more importantpracticallythan the noise
of a SQUIDsystem.

There are of course many other things people need to consider and discuss for specific
applications.There is a bright futurefor SQUIDapplicationsin industry,there are alsoa lot of things to
be donebeforeit becomesa reality.Overall,researchershave to studythe particularapplicationstheyare
interestedin, andmakeall necessaryadjustmentsto buildusabledevices.

I sincerely thank the organizing committee for inviting me to speak at the "Roundtable
DiscussionSession."I am also gratefulto Prof. K. W. Wongfor valuablesuggestions.Finally, I would
like to thank MidwestSuperconductivityInc. for the support.
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Abstrac[
CERN is preparing for the construction of a new high energy accelerator/collider, the Large
Hadron Collider (LHC). This new facility will mainly consist of two superconducting
magnetic beam channels, 27 km long, to be installed in the existing LEP tunnel.
The magnetic system comprises about 1200 twin-aperture dipoles, 13.145 m long, with an
operational field of 8.65 T, about 600 quadrupoles, 3 m long, and a very large number of
other superconducting magnetic components.
A general description of the system is given together with the main features of the design of
the regular lattice magnets. The paper also describes the present state of the magnet
R & D programme. Results from short model work, as well as from full scale prototypes
will be presented, including the recently tested 10 m long full-scale prototype dipole
manufactured in industry.

1. Basic ch0ices and main constraintsof the LHCCollider
The new machine, a high-energy accelerator collider,consists essentially of a double ring of
high-field superconducting magnets installed, together with the other machine components,
in the same 27 km long underground tunnel, which houses the existing LEP collider [1].
Particles circulating in counter sense in the rings can be brought to collide in intersecting
points.
The main performance parameters of the LHC for proton-proton and for Pb ion collisions
are given in Table 1.
As the circumference of the LHC is fixed by the LEP tunnel, and the available cross-
sectional space is limited, there has been from the start a quest for compact magnets
operating at the strongest possible field to reach the highest collision energies. The
dimensions of single magnets operating at the projected field level exclude the possibility to
install two separate magnetic rings. This constraint has led to the development of the two-
in-one concept in which two sets of magnetic excitation windings are placed in a common
yoke and cryostat assembly, leading to smaller cross-sectional dimensions and to a more
economic solution [2].
It was also decided that, for the LHC, coils wound from NbTi alloy operating at superfluid
helium temperatures will be used.

C.m. energy for No. of bunches Particles per Luminosity
B = 8.65 T beam [cm-2s-ll
[WeV]

pp 14 2835 4.7 1014 1034
Pb ions 1150 496 4.7 1010 1.8 1027

Table 1: Main parameters of the LHC [1]

2. TheLHCmainmagnetsystem
About 24 km of the LHC ring will be occupied by superconducting magnets of various
types. The long arcs, covering approximately 20 km of the circumference are composed of
"standard cells", a bending focusing configuration which is periodically repeated 192 times
around the ring. The magnet system for the LHC has been described extensively elsewhere
[14, 15].
One half of an arc celi has a length of 51 m and contains three 13.145 m long bending
magnets and a 6.5 m long short straight section. In the straight section are installed: the
3.05 m main quadrupole, a beam position monitor and two corrector magnets, one with
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combined dipole/sextupole windings and the other one with tuning quadrupole and octupole
windings. Spool pieces containing sextupole and decapole correctors are attached to each
main dipole to correct the field errors of these magnets.
Dipoles and main quadrupoles of the two rings are combined into "two-in-one" units, each
pair having a common yoke and cryostat. In the present design multipole correctors are
assembled concentrically on a common beam pipe.
In addition to the regular arcs, there are other magnets in the dispersion suppressor section,
and on either side of each crossing point.Table 2 shows the types and numbers of
superconducting magnets.
The LHC magnets will be one of the most massive applications of superconductivity. The
quantity of conductor will be about 1400 t of which ~ 400 t will be NbTi alloy. The mass
to be kept at 1.8 K temperature will be about 30'000 t distributed over a 27 km
circumference.

2.1 Main ¢lip91_
The design of the dipoles is made to meet the following requirements:
- Operational field: 8.65 T.
- Magnetic length: 13.145 m.
- Coil inner diameter: 56 ram.
- Distance between the axes of the apertures: 180 mm.
- Overall diameter of cold mass: < 580 mm.
The resulting main parameters are listed in Table 3.
The coils are formed of two layers made with keystoned cables of the same width but of
different thickness, resulting from the wanted grading of current density for optimum use of
the superconducting material. The proposed filament size allows the fabrication of
superconducting wires by single stacking process. The persistent current sextupole
components (defined as AB/B at a radius of 10 mm) at injection field (0.56 T) are
- 3.56 x 10-4 and 0.18 x 10-4 respectively for these filament diameters.Table 4 shows
the dipole strand and cable characteristics.

Type Nominal strength Magnetic length (m) Number
Regular lattice
Main dipoles B0 "- 8.65 T 13.145 1280
Main quadrupoles G = 220 T/m -3.05 376
Tuning quadrupoles G = 120 Tim
+ octupoles BIll= 1 x 105T/m3 0.72 768
Combined correctors
Dipole B = 1.5 T
6-pole BII -- 3000 T/m2 1.0 768
Sextupolecorrectors BII -- 5700 T/m2 -..0.10 1280
Decapole correctors B1V= 4.6 x 107T/m4 - 0.10 1280

Interaction regions
Twin-aperture quads G = 220 T/m 3.7 to 8.0 130
Single-aperture quads G = 225 T/m 6.9 24
Separation dipoles B0 ---5.2 T 9.0 6

Table 2: Type and number of superconductingmagnets

2.2 Lattice Main Ouadrupoles
The main quadrupoles are designed to provide a 220 T/m field gradient over a magnetic
length of 3.01 m, on the basis of the two-in-one configuration with _ 56 mm coil aperture
and distance between aperture axes of 180 mrn.

The main parameters and the cable characteristics are listed in Tables 5.and 6. Their
constructional features are very similar to that of the already built prototypes. The two layer
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coils will be wound from the same superconducting cable in the double pancake style. This
technique avoids the inter-layer splices which, being numerous in the quadrupole, would be
a significant load to the cryogenic system.

Operational field 8.65 T
Coil aperture 56 mm
Magnetic length 13.145 m
Operating current 12 000 A
Operating temperature 1.9 K
Coil turns per beam channel

inner shell 30
outer shell 52

Distance betweenaperture axes 180 mm
Outer diameter of cold mass 560 mm
Overall length of cold mass 14085 mm
Outer diameter of cryostat 980 mm
Overall mass of cryomagnet 29 t
Stored energy for both channels 7.2 MJ
Serf-inductancefor both channels 110 mH

Resultant of e-magn, forces in the 1st
coil quadrant _...Fx(1.80 MN/m) 23.7 MN

inner layer _,Fy (- 0.15 MN/m) - 2.0 MN
outer layer ,_,Fy(- 0.62 MN/m - 8.2 MN

Axial e-ma_n, force on magnet ends 0.55 MN
Table 3: Dipole parameters

Inner La_,er Outer Layer
Strand
Diameter (mm) 1.065 0.825
Cu/Sc ratio 1.6 1.9
Filament size (mm) 7 6
Twist pitch (mm) 25 25
Criticalcurrent (A)

10T_ 1.9K/9T r 1.9K >510 >370
Cab/e
Number of strands 28 36
Cable dimension

width (mm) 15.0 15.0
thin/thickedge (ram) 1.72/2.06 1.34/1.60

Transposition pitch (mm) 110 100
Criticalcurrent (A)

10 T, 1.9 K/9 T, 1.9 K > 13750 >_12880

Table 4: Dipole strand and cable characteristics

2.3. Insertion Magnets
There are a total of 166 special quadrupoles in the LHC insertions and straight sections
differing in type, length and integrated gradient. Of this total, 114 magnets are of the lattice
quadrupole type having the same cross-section but with three different lengths. The other
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ones are special magnets, based on a 70 mm aperture coil which is being developed for the
low-beta quadrupoles. In the experimental insertions, these are single aperture units, while
for other insertions a two-in-one version is being designed, which may, however, operate at
4.5 K.

Operational field gradient 220 T/m
Coil aperture 56 mm
Magneticlength 3.01 m
Operatingcurrent 11470 A
Operatingtemperature 1.9 K
Turns per coil

inner layer 4+6
outer layer 10

Distance between aperture axes 180 mm
Yoke, outer diameter 444 mm
Self-inductance (both apertures) 8.8 mH
Stored energy (both ape_res) 580 kJ

Tal_le5: Main parameters of LHC lattice quadrupole magnets

Strand diameter (mm) 0.825
Number of strands 28

Cable dimensions

width (mm) 11.60

thin/thickedge (mm) 1.348/1.60

Transposition pitch (mm) 95
Critical current at 9 T, 1.9 K (A) > 10060

T_l_le6: Characteristics of the cable for thequadrupoles

The low-beta quadrupoles are single-bore units, 6.1 and 6.9 m long. The LHC
performance depends critically on their field quality, especially on the higher order random
multipole errors at low field. _In order to obtain this field quality and to provide additional
space for the cone of secondary particles emanating from the collisions, a novel design
based on a graded coil with an aperture of 70 mm [4], wound from NbTi keystoned cables
has been proposed. The design gradient of the magnet is 250 T/m for an excitation current
of 5200 A. The design concept is presently being verified on a 1.3 m model magnet which
is being developed in collaboration with an industrial firrn.

2.4 Other Magnets
The strengths of all other magnets, i.e. tuning quadrupoles and octupoles, sextupoles and
correction dipole, sextupole and decapole corrector spools are lower than those of the
previous design for which prototypes have been successfully built and tested or are in the
construction phase. Therefore the further R & D work on them will aim at simpler and
more economical solutions.
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3. Status of the LHC magnet development
The programme was mainly focused on the standard cell components and in particular on
the dipoles, but included study and construction of several other magnets and items.

3.1 Quadrupole_
Two full size quadrupole magnets of final aperture (56 mm) and length (3.05 m) have been
designed and built by CEA-Saclay, using s.c. cables and structural parts made in industry.
Their design and construction are described in [10].
These magnets have undergone tests at 1.9 K and magnetic measurements at CEA-Saclay by
the end of 1993. Both prototypes have reached the design current, the In'st magnet after one
quench, the second one after three quenches.
After testing, the first prototype has been delivered to CERN where it is presently being
installed into a "short straight section", which is an assembly of quadrupoles, sextupoles
and all other types of correction magnets. This will be the f'trstelement to form the test string
(one half standard cell) of the LHC which is expected to be ready for testing by end 1994.
The collaboration between CERN and CEA-Saclay has permitted to develop a set of tooling
in view of the mass production to be performed in industry.

3.2 o_02m!
The R & D effort covers:
- Superconducting cables.
- Short single-aperture and twin-aperture models (- 1.3 m long).
- Long twin-aperture prototypes (- 10 m long).

3.2.1 Superconducting cables
Twenty-four kilometres of cable for the inner coil shell made of 26, 0 1.29 mm strands,
and 42 kilometres of cable for the outer coil shell, made of 40, 0 0.84 mm strands, have
been developed and produced by the five European manufacturers and at present satisfy all
main technical requirements. The current densities in the non-copper part of the strand
cross-section, taken from the finished cables at the 3 G limit in the distribution curve of
production, are 980 A/mm2 at 8 T, 4.2 K, for the inner layer and 2000 A/ram2 at 6 T,
4.2 K, for the outer layer. The results of the models show that the short sample quenching
field of the dipole (Bss) is close (within ~ 2%) to the cable short sample limit determined
from strands extracted from the cables.
The total quantity produced, 14 t, is a significant amount and gives confidence that the
required quality can be maintained in mass production.

3.2.2 Model magnets
A number of models of the main dipoles have been made and successfully tested [5, 6, 7].
Two magnets were built in Japan by KEK in collaboration with industrial companies. All
other magnets were entirely built by European companies except one which was assembled
at CERN using industry made coils and other components.
At 4.3 K, the conductor short sample limit of this magnet was attained at the second quench
and no retraining occurred after thermalcycles.
At 2 K the magnet had the first quench above 9 T central field, reached 9.5 T in five
quenches and finally attained the record field of 10.5 T. After thermal cycles to room
temperature all quenches were above 9.75 T.

3.2.3 Ten m¢Ix_long ma_ets
A magnet, named TAP, with a CERN twin structure but coils identical to those of the
HERA dipole (75 mm aperture) was built in industry and successfully tested at CEA-Saclay
at the nominal temperature of 1.9 K at which the conductor short sample limit of 8.3 T was
reached [8].
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Subsequently, the construction of seven higher field (cable width 17 mm), 10 m long
magnets was launched in four firms or consortia. All these magnets have the same type of
coils, but three slightly different mechanical structures [15].
The present status of manufacturing/testing of these higher field prototypes, referred to as
MBP, is well advanced. The first one,named MBP/A #1 (CERN-INFN 1) and funded by
INFN (the Italian "Istituto Nazionale di Fisica Nucleare"), has satisfactorily passed a
thorough campaign of tests and measurements, and is now ready for installation in the test
string [13, 15]. The next chapter will deal with this magnet. The second prototype MBP/A
#2 (CERN-INFN 2) is now being tested at CERN.

4. The first tested full scale dipole prototyp_

4.1 General
In the present chapter a brief description is given of the main design and manufacturing
aspects of the first full scale prototype MBP/A #1.
A collaboration on applied superconductivityset up between CERN and INFN in the second
part of the eighties, has permitted to launch the construction of the first two full scale
prototypes about 8 months in advance with respect to the CERN self-financed magnets.
INFN placed their orders for the manufacture of the various components with Italian
industry. The overall technical responsibility for the these prototypes remained with CERN.
As already explained in [14, 15], it should be stressed that this R&D program was the first
attempt done by CERN to develop full length prototypes directly in Industry (after the
positive experience with short models), without passing through a phase of in-house
development followed by a technology transfer.

4.2 Technological developmem
At the time when the programme was launched, in spring 1990, the only results available at
CERN were those of the two single-aperture 1 m long models referred to as 8TM1 and
8TM2 made with HERA type strand. The twin-aperture models (MTA1), were the first
attempt to explore the two-in-one structure; they have been tested in latespring-summer
1991. Development of the TAP magnet, which permitted to assess the problems related to a
10 m long magnet, although at lower field and with larger aperture, was still going on; this
magnet was tested at end 1991- beginning 1992.
The above facts clearly indicate the difficulty of carrying out the construction of these
prototypes without disposing of the results of the previous steps of the R&D programme.
This was particularly true for the first full scale magnet, the MBP/A #1 prototype whose
design evolved from the initial concept to the final one passing through a number of
modifications suggested by the results of intermediate phases [12]. Fig. 1 shows the final
cross-section of the magnet.

SC BUS-BARS

HEAT EXCHANGER PIPE

IRON YOKE

COILS

BEAMSCREEN

COLLARS

PIPE

-._/" SHRINKING CYLINDER

)CONTROL SPACER

Fig. 1. Final cross-section of the fh'st full scale prototype MBP/A #1 (CERN-INF'N 1)
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4.3 From design to fabrication
The design principle has already been described in [9, 11]. It is largely based on the
kinematics of the structure during the cool-down from room temperature to the operating
temperature of 1.9 K. The structural design calculations [11] were therefore aiming at the
definition of a cross-section which would behave as expected. Detailed design analysis
showed that very tight tolerances were required in the fabrication of coils and of the other
magnet components. This has required strict control of the manufacturing techniques, both
at the level of fabrication of the magnet itself and of the procurement of parts with the sub-
contractors. A typical tolerance for the main parts like coils, collars and yoke laminations is
of the order of a few tens of btm.
The collars and yoke laminations, made respectively of A1 alloy and of soft steel, were
obtained by fine blanking which required development of special tools and punching
techniques to cope with the characteristicsof the materials.
To optimize coil production and the so-called "coil collaring"(i.e, clamping the coils with
their structural supports), a complete dummy coil-collar assembly was fabricated. This
allowed to set-up the main parameters for the coil winding, coil curing and elastic modulus
measurement operations. The main new difficulties related to these operations reside in the
fact that the cables were much stiffer compared to previously made magnets and that the
aperture diameter was only 50 mm. While winding and curing the first layer (fabricated with
dummy cables) took months, the typical time for winding and curing of a layer of the
superconducting coils for prototype MBP/A #3 was of the order of only three days.
Magnet collaring was a fundamental operation carried out under a press at loads between 6
to 10 MN for meter of press length. The average compressive azimuthal stresses in the coils
were:

80 MPa in the inner layers
55 MPa in the outer layers

Preparation of the collaring operation and calibration of the pre-stress in the coils required
about one month for the dummy assembly and about one week for prototype MBP/A #1.
Prototypes MBP/A #2 and MBP/A #3, fabricated by the same manufacturer of prototype
MBP/A #1, required less than one day (one shift) to be collared. Collaring of the mass
production dipoles should not take more than a few hours.

Another interesting development was the setting-up of the procedure for welding the outer
containment structure of the magnet, made of two stainless steel half cylinders joint
together, so as to ensure the wanted pre-stress on the coil/collar/yoke assembly (Fig. 2).
This

Fig. 2. Inspection of the magnet apertures, after welding of the external shrinking cylinder.
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required the fabrication of three complete models (about 400 mm long, having the real
cross-section of the magnet), which were cooled to liquid nitrogen temperature to verify the
kinematical behaviour of the magnet. A major design modification was introduced [9],
consisting of two sets of A1bars, placed between the yoke halves, which permit a precise
control of the geometry after welding and during thermalcycles. The wanted (and achieved)
tensile stress in the shrinking cylinder was about 190 N/mm2.
Before being put into the cryostat, the cold mass was pressure tested at 26 bar, to assess its
soundness with respect to the maximum pressure increase during a quench (max expected
pressure 20 bar). It also passed a leak tightness test which proved that the leak rate was less
than 10 -9 mbar/ls. These tests were repeated after insertion of the cold mass into its
cryostat.

Fig. 3. Prototype MBP/A #1 (CERN-INFN 1) on its test bench at CERN.

4.4 Testing at CERN
The first prototype was shipped to CERN in February 1994 . After one month of
preparation it was mounted on the new test station (see Fig 3), developed at CERN to test
the prototype dipoles. On April 1994 the magnet went through its first quenches. The f'trst
quench (see fig.4), occurred at a field slightly above the nominal field of the LHC machine,
which is 8.65 T. On the third quench the magnet reached 9 T.
The magnet was then warmed-up to insert anti-cryostats in the cold bore apertures to
perform precise magnetic measurements. An intense campaign of magnetic measurements
was carried out [13], which showed excellent field quality in both apertures.
Following these magnetic measurements, testing was resumed on mid June 1994. The
magnet behaved particularly well. It did not not show any "retraining" after the thermal cycle
to room temperature and reached a field of 9.5 T after some quenches. Fig. 4 resumes the
training history of the magnet.
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Fig. 4. Quench history of the MBP/A #1 (CERN-INFN 1) prototype during
the first and second test campaigns.

The results obtained so far with prototype MBP/A #1 are very encouraging indeed.They
permit to be confident on the capability to build the LHC advanced technology magnets in
industry. The evolution of the design of the LHC machine has led to dipole magnets with an
increased magnetic length of 13.145 m, having a 56 mm diameter aperture. Although the
increased length, together with the fact that they will be sligthly curved, will require some
development, the larger aperture coupled with a smaller and hence less stiff cable should
make the final magnets easier compared to the already successfully tested prototype
MBP/A #1.

5. Future profframme_
A decision concerning the approval by CERN Council of the LHC accelerator is expected to
be taken soon. If a positive decision is taken in 1994it is expected that, after finalization of
the R&D programme and evaluation of a number of pre-production units, the mass
production of the s.c. magnets will start in 1997.

6. Conclusion
The R&D programme for the superconducting magnets for the LHC is approaching the end
of the first very important phase in which the following points have been confirmed:
- The technical choices for the LHC magnets are sound, including the twin-aperture
configuration.
- The field levels of the LHC machine and the required field quality have been achieved in
model magnets and in 10 m long prototypes made in industry.
These facts represent a encouraging base for the second phase of the R&D programme,
which is aimed at finalizing the magnet design and construction techniques for the mass
production.
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1) Abstract

High temperature superconductors are still under development for various
applications. As far as conductors for magnets are concerned, the development has just
been started. Small coils wound by silver sheathed Bi-2212 and Bi-2223 oxide
conductors have been reported by a few authors.

Essential properties of high Tc superconductors like pinning force, coherent
length, intergrain coupling, weak link, thermal property, AC loss and mechanical
strength are still not sufficiently understandable.

In this talk, a review is given with comparison between the present achievement
and the final requirement for high Tc superconductors, which could be particularly
used in accelerator magnets.

Discussions on how to develop high Tc superconductors for accelerator magnets
are included with key parameters of essential properties.

A proposal is also given how to make a prototype accelerator magnet with high
Tc superconductors with prospect for future development.

2) Introduction

Since the discovery of superconductivity by K. Onnes in 1911, the record of
critical temperature (Tc) had been updated slowly by the middle of 1980s. The speed of
updating the record of Tc was remarkably increased after the discovery of the oxide
superconductors in 1986, as shown in Figure 1. The highest record of Tc is
approximately 134K for Hg-Ba-Ca-Cu-O1).

The oxide superconductors which have high critical temperatures are generally
called high Tc superconductors. In recent years, enormous amounts of research
concentrated on high Tc superconductors all over the world.

In addition to basic studies on superconductivity, various applications to films,
tapes and wires have also been intensively studied. However, the high Tc materials are
not well-understood in the viewpoints of solid-state physics and industrial production.

Characteristics of metallic and inter-metallic superconductors, which have low
Tc, are also improved continuously. Copper stabilized Nb-Ti wires have become
applicable for the magnets in the region of 10T with superfluid helium cooling. A15
compound as Nb3Sn copper stabilized superconductor has become also applicable for
magnets of 12T at 4.5K with liquid helium cooling.

The superconducting cables commonly used for accelerator dipole and
quadrupole magnets in the range of several teslas are Nb-Ti Copper cables and
practically operated at 4.5K with liquid helium cooling. Some magnets are wound with
copper stabilized Nb3Sn wires for actual operation around 12T at 4.5K. Nevertheless, it
is difficult to use these wires and cables in the operation beyond 15T.

Recently, it was found that some oxide superconductors are applicable up to 30T
at 4.2K2)as shown in Figure 2. This is quite attractive in application to generate a very
high magnetic field.
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Figure 3 shows the Tc of the metallic and the oxide superconductors. A15
intermetallic compound superconductor shows intermediate values between those of
metallic and oxide superconductors in Tc and Hc.

3) Present status of high T,: superconducting wires and cables

There are three types of high Tc superconducting wires and cables, e.g., Bi-, Y-
and Tl-based materials. Among these materials, Bi-based ones are considered as a main
stream of development. Specially, Bi-2223 and Bi-2212 are studied by many
researchers.

Bi-based silver sheathed Bi-2223 and Bi-2212 have been remarkably developed
as the high Tc wires and cables for magnets.

G. J. Yurek has manufactured multi-core, tape-shaped wires using a combination
of the metallic precursor method, and the silver-sheath method3) and the technique to
produce about 300m long wires has been established. The wire Jc is reported to be
around 50A/mm2 at 20K in 5T for 3m long wires, and Jc=37A and 24A at 77K in 0T
for 30m and 300m long cables, respectively.

P. Haldar et al., reported the results of the test of short samples at 4.2K, 27K and
77K under magnetic fields up to 20T.4)

Quite recently, T. Hikata et al., reported the result of lkm-class silver-sheathed
Bi-based superconducting wires. 5) They made monofilamentary and 61-
multifilamentary wires. A Jc of 40A/mm2 was achieved for 1,080m long wire. An
anisotropy for the direction of external magnetic fields was found in Jc. They measured
the parameter (Jcxlength). The maximum value was (Jc×length)=9.91×1010[A/m] for
623m long wire. Figure 4 shows the 1080m long high Tc tape wound in a coil.

Pancake coils wound with high Tc wires and cables were studied by S.
Meguro. 6) He studied the temperature dependence of Jc of Bi-2212 wire in magnetic
fields and showed the possibility to operate the Jelly Rolled Bi-2212 silver sheathed
superconductor below 20K.

Among high Tc superconductors available at present, it seems, only Bi-based
silver sheathed conductors have suitable characteristics for accelerator magnet
application. Bi-2212 silver sheathed tapes were significantly improved in Jc with the
formation of the high c-axis orientation of laminated grains and reached Jc = 350A/mm2

at 77K with zero external magnetic field. However, Jc was lowered down to -- 4A/mm2
at the same temperature with an external field of IT. The large magnetic field
dependence is not suitable for accelerator magnet application at 77K. Further study is
necessary to find the method to satisfy both requirements of high Jc and Ic.

On the other hand, this highly c-axis oriented Bi-2212 high Tc superconducting
tape could survive since it shows high Jc = 20A/mm2with the external magnetic field as
high as 30T, if it is cooled down to 4.2K.

The Jc of high Tc superconductor around several tesla is still much lower than
that of metallic superconductors which are presently used as accelerator magnets.

4) Requirements for superconducting wires and cables of accelerator magnets

The advantage of using high Tc materials for accelerator magnets is that the
refrigeration system for high Tc magnets is much simpler than that for conventional
metallic superconducting magnets. Quench protection from the heat load due to beam
radiation is also expected to be easier.
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The requirements for accelerator magnets are complicated since they must be
determined after a delicate adjustment of various parameters which are not always
compatible with one another. We discuss an overview of common requirements for
10T-class superconducting magnets which are desirable for a multi-TeV accelerator.

The beam size of the accelerator is preferred to be as small as reasonably
achievable by optimizing the beam optics and improving a beam cooling technique,
since the costs have risen remarkably for large scale magnets. A small magnet for a
high field requires a high current density. The current density of 400A/mm 2 in the
windings is a reasonable goal, which requires the current density of more than
1000A/mm2 in the wires. This implies that the electric insulation must endure 100-
150MPa at low temperatures. The choice of insulation materials and the manufacturing
technique must be improved to achieve these conditions.

5) Proposed high Tc superconducting accelerator magnet cables

As mentioned in the previous section, requirements for superconducting wires
and cables of accelerator magnets are remarkably severe. Further improvement is
necessary for the production of high Tc superconductors for this application.

A possible solution to apply high Tc superconducting wires for accelerator
magnets is to make a so-called superferric magnet as shown in Figure 5. In this
configuration, the superconducting coil is cooled down together with the magnetic iron
and enables us to assemble accelerator magnets below 2T. However, wires and cables
are required to have much more mechanical strength and much better performance for
the application to accelerator magnets which can be operated in the magnetic field
larger than 2T, e.g. 5 to 10T.

One possible way to develop such wires and cables with high Tc
superconductors is to combine the longitudinal in-situ and radial Jelly Rolled structures
of the wire strands. The longitudinal in-situ structure within the coherent length of
polycrystals in metallic wire will improve the Jc along the wire length and the Jelly Roll
will also improve the Jc deterioration with external magnetic field. We believe that such
a structure of high Tc superconducting wires should be created and tested for the future
application to accelerator magnet.

6) Conclusions

Superconductingacceleratormagnetsrequirehigh Tccableswhichshowa high
Jc andIc witha strongmagneticfield.

A proposed solution for these requirements is to develop the Jelly-Rolled Bi-
2212 silver sheathed round wires. The multi-layer and round shape cross-sectional
structure could be another solution for high Jc and Ic requirements. The Jc
characteristics of this type of wires will be heavily deteriorated above 20K, therefore it
is suitable for magnet operation at temperatures below 20K.

Another solution to develop accelerator magnet wire and cable would be found
in a further study of the in-situ structure in high Tc polycrystal superconductors by
adjusting their coherent length in appropriate metallic sheaths and/or stabilizers.

From the viewpoint of accelerator magnet application, we expect the
development of high Tc superconducting wire with high Jc, Ic and lengths over 1 km in
near future.
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It is still very hard to see how high-Tc superconducting wires could be operated
with high-Jc and high-Ic at the temperature around 70K. Further study of high Tc
superconductors are strongly desired.
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Introduction
For future linear e+e- colliders in the TeV range several alternatives are under
discussion (Ref.1). The TESLA approach (Ref. 2) is based on the advantages of
superconductivity. High Q values of the accelerator structures give high efficiency
for converting RF power into beam power. A low resonance frequency for the RF
structures can be chosen to obtain a large number of electrons (positrons) per
bunch. For a given luminosity the beam dimensions can be chosen conservatively
which leads to relaxed beam emittance and tolerances at the final focus.
Each individual superconducting accelerator component (resonator cavity) of this
linear collider has to deliver an energy gain of 25 MeV/m to the beam. Today
s.c. resonators are in use at CEBAF/USA, at DESY/Germany, Darmstadt/Germany;
KEK/Japan and CERN/Geneva. They show acceleration gradients between
5 MV/m and 10 MWm. Encouraging experiments at CEA Saclay and Cornell
University showed acceleration gradients of 20 MV/m and 25 MV/m in single
and multicell structures (Ref. 3,4 )
In an activity centered at DESY in Hamburg/Germany the TESLA collaboration
is constructing a 500 MeV superconducting accelerator test facility (TTF) to
demonstrate that a linear collider based on this technique can be built in a cost
effective manner and that the necessary acceleration gradients of more than 15
MeV/m can be reached reproducibly.
The test facility (Fig 1) built at DESY covers an area of 3.000 m2 and is devided
into 3 major activity areas: - The testlinac, where the performance of the modular

Fig 1 Cross-section of the TTF facilities and the planned 500 MeV linac
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components with an electron beam passing the 40 m long acceleration section
can be demonstrated.
- The test area, where all individual resonators are tested before installation into a
module.
- The preparation and assembly area, where assembly of cavities and modules
take place.
We report here on the design work to reach a reduction of costs compared to
actual existing superconducting accelerator structures and on the facility set up to
reach high acceleration gradients in a reproducible way.

Design Issues of the Accelerator Components

Cryostat
Today's designs of superconducting accelerator units fulfill the requirement of
their application in storage rings. Small numbers of resonators and large number
of cold to warm transitions per cryo unit result from the requirements of the
circular storage rings. The number of transitions yields high heat load budgets
and additional manufacturing costs for each transition.
Both numbers , investment- und heat budget costs can be reduced by having a
large number of resonators connected to each other without any transition to the
300 K level.
The TESLA design splits a cryo unit of 144 m length into 12 subunits
(cryomodules), each 12m long. One cryo module will house an assembly of
8 cavities. Fig. 2 shows a transverse cross section at one of the support posts. The
resonators, each being equipped with its individual Helium tank and tuning
system, hang on a 350 mm stainless steel tube ( TYP DIN 1.4429 ) which acts as a
Helium pumping line and girder tube for the resonators as well. The 4.2 K/80 K
radiation shields, made from aluminium, and the 4.2180 K He distribution lines
are also connected to this tube.

Support 1.8 K Forward supply
pipe

He return
and girder tube 70 K Return pipe

/

=_/ 41.5 K Forward supply
8i pipe

for aligenement

Fig 2. Cross section of the cryostat
ResonatorZ
with He Tank
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Three posts, made from carbon fiber, take the gravitational forces of the girder
tube to the rigid vacuum vessel made from carbon steel . For this design the
static heat loss at 1.9 K is calculated to be 0.4 W/m. This will be a reduction by a
factor of ten compared to the actual existing storage ring designs.

Cavity
Besides the increase of acceleration gradients cost reduction during fabrication is
needed in order to make s.c.cavities a competitive alternative to warm structures.
A large amount of cost intensive manufacturing is related to the auxiliaries like
power input couplers, higher order mode (HOM) damping couplers and tuners
connected to each cavity. A compromise between reduced costs by an increased
number of cells per cavity, the excitation of higher order modes and the

appearance of trapped modes has to be made. _ l_- _N;_- !
/

..................................................................N-:.................!.....

.t__Jt_ , .1 ?_==

• . _M! I I_----_

---_ '_:'-'.'. ...;; _ '£'t............._...... -_

Fig.3Longitudinalcrosssectionof theTESLAresonatorcoveredby theHetank

The TESLA resonator (Fig. 3 ) is built from 9 cells with an eigenfrequency of
1.3 GHz .The RF power is fed in by the input
coupler, perpendicular to the beam axis, while the
HOM modes are damped by two couplers on each
side of the cavity. The geometry of this resonator t _300[MHzI

results in the numbers listed in Table 1. The tO4Ol lo3oI_l
resonators will be made from high thermal
conducting 2.8 mm thick niobium sheet material Ep_I z
(RRR >300) by deep drawing and electron beam

Hp/EaC 42.2 [GstMVIm I
welding technique. To reduce the number of cost-
intensive welds, new technologies are investigated in k _.87
addition.The HOM couplers are extruded in one step
from a Nb pallet to their final shape, while the beam ___ .7 IMHzl

pipes are machined from sheet material by spinning. _o,g.
Using these technologis a total number of 5 welds =o_K 9.z_[v/pcl
and several intermediate production steps like
chemical etching and calibration are eliminated.
Further investigations on seamless cells and resonators
are made in the collaboration. Table 1. TESLA

cavity parameters

Tuning
For an optimized energy transfer to the beam, all resonators have to have the
resonance frequency within an accuracy of some Hz. Room temperature
adjustment errors result in frequency variations of +-200kHz. To ajust the static
frequency shift slow reacting tuners are installed in the vacuum at the 80 K level.
A lever arm system driven by a stepping motor via an elliptical gearbox acts on
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the cavity. By elongation and contraction of the structure this arangement allows a
frequency adjustment of +- 4 Hz
Electromagnetic forces act on the resonator surface during RF pulses. Due to
these Lorentz forces, a fast displacement of the walls ( 10-4 mm at Eacc = 25
MV/m) will occur at every RF pulse . This displacement results in a frequency
shift of 1.2 kHz to be compared with a bandwidth of the loaded cavity of 360 Hz.
Stiffening rings between each cell reduce this fast displacement down to a
frequency shift of 600 Hz (360 Hz by the cavity +300 Hz by the tank), which will
be tolerable for the RF system.

Power coupler
The RF power transferred to the beam will be 200 KW/cavity in pulses of 2 msec
length with a repetition rate of 10 Hz. Sixteen cavities are driven in parallel by
one 4.5 MW klystron. Besides the power transfer the input power coupler has to
separate the resonator vacuum of 10-10 mbar at 1.8 K and the atmospheric
pressure at 300 K. Two ceramic windows, as shown in Fig. 4, are integrated, one
at a temperature level of 80 K, to separate the clean cavity vacuum from the
insulation vacuum and the second at room temperature for the

7
Fig.4Crosssectionof an inputcoupler(DESYType)

transition to atmospheric pressure. The separation of the vacua allows a dust free
assembly and sealing of the resonator in the cleanroom independently from the
assembly of the coupler in the cryomodule .The heat loads introduced to the
1.8 K and 4.2 K level by this coupler will be 0.61 W for static- plus dynamic
losses. T_

HOM Couplers I demo_X_,=_ap=i
Two different designs of HOM
couplers are studied. Fig.5
shows the coaxial type coupler
design which is fixed to the
beam pipes by EB welding. The
fish hook coupler design
flanged to the beampipe is
shown in Fig. 2 . These two
versions have to be compared in
respect to costs, handling and
reliability. Fig.5DemountableHOMcoupler
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Infrastructure

Experimental Hall
The TESLA Test Facility is located in an experimental hall of about 3.000 m2
ground area (see Fig. 1). Half of this space will be occupied by the test linac
described later.The second part of the hall is supplied with equipment for tests,
assembly and surface treatment of all linac components. The most important
components of this infrastructure are a cleanroom and the surface treatment area,
which cover 1/4 of the space.

1.8 K test area
To reduce dynamic losses due to BCS surface resistance, the resonators will be
cooled down to 1.8 K . The necessary cooling is supplied by a refrigerator of
200 W cooling power at 1.8 K.
To test and qualify the resonators before insertion in the cryomodule, three test
cryostats are installed. Two vertical dewars for tests of resonators not equipped
with the helium tank allow RF processing of resonator defects by high peak power
processing (HPP). In case of appearance of defects, limiting a single resonator
below the goal of 20 MWm, a surface temperature mapping setup can be attached
to the cavity in order to Studyand localize the limitation.
The two clystrons for supplying the testlinac with RF power are located next to the
cold test area. The power distribution system of one klystron allows to feed each
test cryostat with pulses of 2 MW power for HPP of resonators.

Cleanroom and assembly area
The most important components of the TTF infrastructure are a cleanroom
including an ultra pure water supply, a chemical etching facility and a furnace for
postpurification of niobium.
In order to reach the necessary cleanliness for high gradient resonators, the
standards of electronic industry are applied in a cleanroom of 300 m2 space
(Fig.6). A class 100 ASTM area of 100 m2 space is installed to assemble
individual cavities and align the resonators to a cryomodule string under dust
free conditions. Inside this cleanroom 2*20 m2 of class 10 ASTM are installed
for assembly of critical components connected to the resonators. Access to this
area is provided by the sluices for personal and material separately.These sluices
are equipped with ionized air guns for cleaning and particle counters for
monitoring. In the class 10.000 area a separate space of 70 m2 is used for high
quality surface cleaning and treatment (chemistry area).

'"'[-1

IL.,M[_: Cl_lO.O00chem:strya_ LAJ _ ! __ ] L_
10m

Fig 6. Cross section of the cleanroom area
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Ultra pure water and ultra pure nitrogen gas lines,coming from separate plants,
are connected to this area. An ultrasonic bath of 400 1capacity, a rinsing basin of
400 1capacity as well, a preparation area and a high pressure rinsing cabinet allow
to clean the cavities and handle all sophisticated parts which have to be adopted to
the resonators during final assembly. Remote controlled oil free pumping stations
are located outside the cleanroom to establish the vacuum and leak checks under
dust free conditions.

Chemistry
Inside the chemistry area a cabinet for surface
treatment by etching of the niobium is installed.
The acid in use is a chemical mixture of HF/HNO3/
H3PO4 (*1) in a 1/1/2 volume mixture. The acid is
circulating in a closed loop between the storage
tanks and the cavity. The storage tanks are located
in a separate area outside the cleanroom . The
pumps, pumping lines (made from PVDF) and
filter elements ( 0.2 _tm size) of the chemistry
distribution system fulfill the standards of the
electronic industry.
Two different acid treatments are foreseen. The
outside treatment removes the niobium-titanium
surface layer after the postpurification of the
niobium in the furnance whereas the inside
treatment with highest quality requirements is used
for the preparation of the inner RF surface.The
separation of the two treatments is guarantieed by
two independent piping circuits in the chemistry
distribution system. In addition, separate cabinets
for supply and disposal of acid are installed.
The temperature of the acid can be set between
5 C° and 20 C° with a massflow up to 20 1/min.
The process and the safety interlocks are controlled
by a computer to reach high safety and
reproducibilty standards. After the etching process I
the cleaning procedure is finished by an ultrapure I I
water rinse and drying in an ultra clean nitrogen z I
atmosphere. ! II I

Ultra pure water
An ultra pure water plant (UPW) supplies the
processes with water of L= 18.2 MffZcm under
particle free conditions .The UPW circuit is
equipped with reverse osmosis precleaning, a
polisher stand with two mixed bed ion exchangers,
point of use particle filters and ultra violet light
source to avoid bacteria contamination. A
permanent circulation in the pipes, the storage tank
and the filters via a separate feedback line provides
a minimization of existing death volumina. The
storage tank of 4.000 1 capacity allows to discharge
large quantities of the ultra pure water in short time
periodes. The quality of the water is perma- Fig.:8Cross section of the high

pressurerimingstation
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nentely checked by inline resistivity measurement and a liquid particle counter.

High pressure rinsing and HPP stand
Today, most existing cavities are limited due to electron emission by the RF power
consumption of these electrons. A strong reduction of non resonant electron
loading was observed after application of high pressure rinsing (HPR) of the
surface (Ref. 6) and a treatment of the emitters by high peak power processing
(HPP) (Ref. 7)
For HPR a pumpingstation is installed to pressurise the ultra pure water up to 200
bar. A volume of 18 1/min is pressed through 6 one mm diameter nozzles and
attacks emitters by the stored energy of the water (Fig.8).
Electron emitting sources, not _m_t_I,:111;, ,

removable by acid treatment or HPR, i:i;::: _ (ff:_

can be eliminated by high peak power _ i
processing. Pulses of 2 MW power and i:i::i,:!_:_-_ _;_:_,_._i_i_i_;
a puls length of 150 gsec are formed _i:i:i::2.iii_:ili_!_!_;_}2_i_)i
with the klystron. Through a _%,__:_,_:;_>-;_::_,_:_,_.:_.......
rectangular wave guide and a doorknob r_:,:,_:_,_,:-.;;_,,,_,_o,:_,_,-_
ceramic window transition to a coaxial ,_!:_:y,2_:_;_s_7:r:-,_7 _;_;,
input coupler, the power is transmitted ,,_::_:,,-_,yx_,,_+_:_:_:::_,_:,:.:,._,,
to the cavity. Here acceleration fields 7:_+t',,#_>,_:_:;::_;::,_:_;_;:+_"
up to 100 MV/m can be established g#_:_._:_k',:_'-_:,;_._--';_:-:*_:
during the pulse. These fields lead to _:_/:_'._>_,,,._,._.._:_:'s
strong emission of electrons _":::_:"'°''_'_:_--_:_';-_'_ _"
accompanied by local heating of the

emitter. One example of an emitting _;iSi_i,_i::_i.:_,:area after the impact of the HPP RF is
shown in Fig.7 Fig 7. Starburst of an emitter after HPP impact

UHV furnace
For effective HPP and

""'-'_'® ' thermal stabilization of
defects, a good thermal

r_ conductivity of the
niobium bulk material is
required (Ref. 9). The

_23 UHV oven, as shown in
'--@ Fig. 8, is installed in thecleanroom of class 100

ASTM Titanium is
_[ evaporated and sprayed on

to the niobium at a
temperature of 1.400 C° in
an vacuum atmosphere of
10 -7 mbar. The oven is
installed in the class 100
area of the cleanroom to
retain dustfree conditions
for this postpurification as

-_ well.

Fig.:9 View of the UHV oven
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Comissioninq

Two prototype resonator (No-001 and No-002) are fabricated with tools and
manufacturing prescriptions foreseen for the production of the 40 TTF
resonators. They are in use as commissioning devices for the test facility setup
at DESY. To check fixtures, cleanroom assembly, transport systems, test cryostat
and computer software, the resonator No-002 was etched,assembled and tested at
CEA SACLAY in France, The etching of 100 lxm was done by dipping the
resonator into an acid tank. Final rinse and assembly of a high Q antenna set up
was done under dust free conditions. An acceleration field of Eacc= 6.3 MV/m
was measured after this procedure. The maximum field was limited by the
available RF power due to heavy fieldemission. After a transportation of about
1000 km the cavity was disassembled and connected to the HPP antenna set up in
the DESY cleanroom. During the reproduction measurement with the DESY HPP
test stand no degradation, compared to the previous test, was observed.
Resonator No-001 is in use for commissioning of the chemistry plant. A removal
of 100 _tm was done at an acid temperature of 5 C°. The measurement at 1.8 K
showed a limitation at Eacc = 8.5 MV/m due to heavy field emission which can
be processed by RF impact. The commissioning of the klystron and the HPP test
stand will be done with this cavity without any manipulation on the resonator
inbetween.

Test linac

A test linac with a 40 m long Table 2. TESLA 500-TrF linac parameters
accelerator section will be
built. This test linac can Parameter TESLA 500 TTF linac
not provide all parameters Linac Energy 250 GeV 500 MeV
of the potential TESLA AcceleratingGradient 25 MV/m 15 MV/m
500 (Ref. 5). A list of the QualityFactor Qo 5 xl09 3 xl09
most important parameters No. of CryoModules many 4of TESLA 500 and a
comparison to the test linac SingleBunchAE/E 1.5 ×10-3 _ 10 -3
is given in table 1. The Bunch to Bunch AE/E 10-3 _ 5 x 10-3
TTF linac consists of a BeamCurrent 8 mA 8 mA
250 keV room temperature Maao Pulse Length 0.8 ms 0.8 ms
injector , a short s.c. InjectionEnergy I0 GeV I0-15 h(eV
structure (15 MeV), Latticefl 66 m 12 m
followed by a beam BunchRep.F_equency 1 MHz 216 / 1 MHz
analysis area and an optics BunchPopulation 5 x 101° 0.023/5 x 10_°
matching system. The linac BunchLength, rms 1 mm 0.3 / 1 mm
itself consists of 4 Emittances 7o':/fl 20, 1/zm 3.7 / ???/lm
cryomodules followed by
the 500 MeV beam Beam Size, Injection 60, 20/zm _1 mm

analysis area. Two Beam Size, End of Linac 50, 12/zm ??? mm
different types of injectors
are planned. Type one will provide the TESLA design current, but not the large
bunch spacing. Type two is intended to deliver the bunch spacing and intensity as
foreseen in the TESLA 500 machine.
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Outlook

The TESLA test facility is built up at DESY by the TESLA collaboration. A total
of 40 s.c. resonators will be built and shall accelerate an electron beam up to
500 MeV. The test linac will be installed until 1997 and will give informations
about beamparameters, costs and the acceleration gradients for application of
superconducting resonators in TeV machines like TESLA 500. Major parts of
the hardware necessary for surface treatment and and test of the s.c. structures are
in place at the TTF and will be commissioned during 1994.
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Ret'2. A proposal to construct and testprototype superconducting RF structures for linear
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*1 components of the acide mixture : HF 40% quality selectipur
HNO3 65 % quality selectipur
H3PO4 85 % quality selectipur
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Today's Research Developmenton the Applicationof

the SuperconductivityTransportSystem in Japan

Yoshihiro Kyotani
TECHNOVA Inc.

Tokyo Japan

Abstract

At the Miyazaki test track today, thenew test vehicle,MLU002N,is under test run to

obtain necessarydata for Yamanashitest track wherethe constructionis underway,the

test vehiclehas been orderedand thef'ast tunnel was completedin December' 93.

Superconductingmagnetohydrodynamicdrive ship,MHDS,"Yamato 1"has

completed its experimentin '92 and it is now underpreparationto exhibit to the public

in '94. Furthermore, to promote theresearchdevelopmentof MHDS, the detailed

discussion is underway on the magnetohydrodynamicdrive equipmentas well as the
research on the future scheme.

Neitheran automobilenor railwaybut a new transportsystem calledEQUOS LIM

CAR(ELC) has been proposed.By using therotating magneticfield, it will levitate on

the aluminumlike reactionplate. On thenormalroad, it will run by rolling the wheels

like an electriccar but on the highway,it will levitateon the guidewayresulting to less

noise, less vibration and pollution free drive.To understandthe concept of the ELC,

the model was built and experimentedby usingpermanentmagnet.The same model

was donated to the MUSEUMOF SCIENCEAND INDUSTRYin Chicago and was

displayed to the public.Today, the trial superconductingmagnet has been made and the

research developmentof the subsystemis underway.

Researchdevelopmentof superconductingelevator,equipmentfor the launchingof

spaceship, tube transportationsystem and others are in progress for the

superconductingapplied transportationsystem.

SUPERCONDUCTINGMAGNETICALLYLEVITATEDRAILWAY

Today in Japan, under the supervisionof the Ministryof Transportationand with the

cooperationof universities and enterprises,CentralJapan Railway Company,Japan

RailwayconstructionCorporationand RailwayTechnicalResearchInstituteare

promoting thedevelopmentof the SuperconductingMagneticallyLevitated Railway,

hereundercalled SG-Maglev.

Eachconcemedare aimingas an immediateobjectiveto completetheYamanashiTest

Track. On the other hand, at, MiyazakiTest Track,experimentsareprogressed by

Railway Technical ResearchInstituteto obtainnecessaryinformationfor Yamanashi
Test Track.
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In September,'93, Symposiumon' 93 CentralSuperExpresson the Railway
AcademicConferencewasheldatYokohamawitha themeof "CentralSuperExpress
and Community".

MiyazakiTestTrack:In December '79, 10meters long weighing 10tons of test car,

ML500, has recorded a high speed of 517 km/h at the Miyazaki test track. With this

test, passengers loadable test car, MLU001with 3 carriage cars,were trial
manufactured.

By using MLU001, it has been confm'nedthat the travel stabilitywill increase when

the connection cars are added and also travelingcharacteristicswere obtained. In

September '82, manned testing run has started. Then in February '87, after increasing

the capacity of electric power supply facilities, I was onboard on the 2 carriage car and

reached the high speed of 401 km/h.

In March '87, to promote more practical use of test car, MLU002 was completed and

exhibited to the domestic and internationalrelatedmedia by Japan National

Railways(JNR). In November '89, it has reached the high speed of 394 km/h.

In the case of MLU001, superconductingcoils are placed equally in chain under the

car while with MLU002, superconductingcoils areconcentrated under the front and

back edge of the car. In considering the concept of the commercial cars, this was due to

reduce the air resistance and the magneticfield effect to the passengers. On the other

hand, instead of placing levitate coils on the running track of the guideway as an

opposite direction levitation, the researchon placing levitatecoils at the side of the wall

levitate method is under study.

Not only of the concentratedplacement but also to stimulatethe test of the side wall
levitate method test started in June '91. As a result, the blockof side wall levitate

method was further extended to obtain necessary informationfor the Yamanashi test

track but in October, same year, MLU002had a fire accidentand became inapplicable.

The f'u'eaccident of MLU002 was a regret but with the effort of the people concerned

and the enthusiasm of many peoplerelated to the materializationof SC-Maglev, the new

MLU002N was manufactured and started its test from January '93. MLU002N has a

length of 22m, width 3m and weighs 19tons. In February '94, MLU002N has

recorded high speed of 431 km/h at Miyazaki test track.
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Yamanashi Test Track:West of Tokyo between Sakaigawa Mura, Higashi Yashiro
Gun, Yamanashi Pref. and Akiyama Mura, MinamiTsuru Gun, of same prefecture is

the extension of 42.8 km Yamanashi test track now under construction. (Fig.1) In

order to speed-up the commencement of the test run, the proceeding block of 18.4km
were decided and started its construction.

Fig.1Yamanashi Test Track, Under construction

The standard construction technologiesare, maximum speed, 500 km/h, minimum

curved line radius, 8,000 m, maximum grade 4%, center track interval, 5.8 m. As to

the main construction work, about 35 km are tunnels, 8 km out of tunnel,1 test center,
2 substations and 1 train base.

According to the information as of April '94, progress of land purchase situation on

the proceeding block is 92 %, tunnel excavating situation on the proceeding block is 95

%, that is, 15 km have completed its excavation out of about 16km. Proceeding block

will start its test In Spring '96 and is scheduled to complete its test by '98.

As for the test cars,the manufacturingof 2 composed train of 5 carriage cars and 3

carriage cars are underway and each are cars composedof connectingflatcar.
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TUBE TRANSPORTATION SYSTEM(qq'S)

While the research developmentof Tokaido Super Express Line was on progress,

there was a need for further research about the train's air dynamics and the space

security of the train. I had the same thought while research development was in

progress at the time of SC-Maglev and so I thoughtabout running it in the vacuum

tube. After a very rough estimation, the conclusion was that if the speed reaches over

600 krn/h, the effect of vacuum tube will be larger and therefore the development of the

SC-Maglev, aiming its maximumspeed to 500 krn/h, will not adopt the vacuum tube

system.

But, recently the global issues of green house effect and the environmental as well as

energy problems became a big issue.

So, I have proposed a Tube Transportation System (TTS) having the section

as shown on Fig.2.

Tube

t/y t
_tlcal fiber cable

Superconducting

(Alsofor vehicle d

Fig. 2 Section of Tube TransportationSystem

This system is to store carriage of passengers and products using SC -Maglev,

transfer of electric power using superconducting(SC)power transmission and transfer

of information by using optical information transfercable.

In order to examine in detail, optimisticsupposition like maximum speed 3,700

km/h, minimum radius 10,000m and maximumgrade 4 % were obtained.

First, 3 routes connecting Tokyo and London was considered, via Northern route,

passing through Central China' s Central route or via Yellow Sea and coast of Indian
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Ocean route of South route. The route Tokyo and London is a route connecting East

and West, so the route of South and North was also considered. To connect with the

above studies, hypothesis of London and Buenos Aires route was considered.

Then, in order to plan the development of the countries deeply involved to Japan

Sea, Pacific Rim Japan Sea Concept was proposed and investigated. Then, adding the

views of those people of China and Taiwan, who have the strong interest on this Japan

Sea Rim Concept, a hypothesis route shown in Fig.3 has been investigated. We call it

"East Asia Corridor Route" tentatively.The total distance of this new route will be

10,000km, the distance of mountain tunnel occupies 24.8 %, under water tunnel will

be 17.0 %. The objective of time around this route will be3 hours.
The commercialize

opening of tunnel link

between Britain and France

channel this year will be the

starting point of this

concept.
In order to materialize

this concept, the

cooperation of

professionals of

superconductive and o

macroengineering as well ,,

as experts from many fields
are essential but above all

major necessity will be to
raise the awareness of this _

concept to many people of :.
the world. _

Fig.3 East Asia Corridor Route
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SUPERCONDUCTING MHD PROPELLED SHIP

Japan Foundation for ShipbuildingAdvancement, later called 'Ship and Ocean

Foundation" has started its research development of SC-MHDS and as result of the

basic research, it has reached to the point of corroboration,building and testing the

demonstration ship "Yamato 1".

"Yamato l"will be mentionedat the other session. I had an opportunity to take the

wheel of this ship and was surprised of its quiet and smoothness which entertained a

big dream on the future of this SC-MHDS.

Research development of "Yamato 1"had a great purpose in the expansion of large

superconducting magnet and cryogenic device. In order to furtherpromote this research

development to suit the lighter and powerful superconductingmagnet, there still is a

need to research the formation device such as cryogenic device.

The success of "Yamato 1", as a complete new propulsion system, has great

expectation and concern. On the other hand, howthis developmentwill embodiment in

the stage of future development, it is necessary to forecast the future view on

technology, transport system,and the need of society now. Having these as a base, to
establish condition to possess SC-MHDS in future, the target will be on island route for

tourism and urban route for passengers. As a model of the ship, double bodied

supporting type lift for tourism and submarine type for urban life and are shown as an

example on Fig.4.

Fig.4 Future Ship
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EQUOS LIM CAR(ELC)

Railroad, in a broad sense guided ground transportation, is a transportation system

that runs with something by a ground guided system and has an advantage to run safely

on a high speed with connected carriagebut theguided line(rail)islimited and cannot

move freely. On the other hand, automobileshave an advantage to run freely but has to

head the vehicle to the direction by holding thesteering wheel, which has a limit to the

speed in human driving. Also, it is difficult to drive connectingmany cars like a

carriage. So I have investigateda vehiclehaving the advantageof both railroad and
automobile.

Intelligent of many countries are making a research and soon automobileswill be
electrified and automated.This direction is without fail definite and it would be an

opportunity to make research developmentof "new vehicle"which is neither an
"automobile" nor a "railroad".

From the experience of the research developmentof small SC-motor with

SC-Maglev, I have thought that the futureautomobilewill be an electric car and its

implant will be rotating SC-motor or linear motorand therefore, I thought of combining
these two motors for this new vehicle.

When driving in the city it will run as an usual automobile,rotating the wheels with

rotating superconductive motor which will result to no vibration, noiseless and

pollution, free. But on the highway, when the rotation of wheel is speeded, vehicle will

levitate and run with high speed. At this moment the guide power works in between

the ground and the car and it willdirect withoutanyone touching the steering wheels. It

is not a dream to reach maximum speed of 500 km/h.

This concept is possible because of thecombination of Linear Induction Motor (LIM)

and Electro-DynamicLevitation (ED) using rotating magneticfield. But on the ground

an arrangement of a electric conductorplate like aluminumplate is required.

A vehicle with this new concept is called EQUOSLIM CAR and in order to confirm

the possibility of this concept, we havemade and experimented a model shown in Fig.5

with EQUOS RESEARCH CO. On this experiment, permanentmagnet was used to see

the wheel travelling, ED, rotating magneticfield transfer with LIM propulsion

We have confirmed the condition of wheel travelling,levitation,levitated travelling,

landing, wheel travelling with the experiment device of about 26 m.long guideway with

a model car of 50 cm in length and 4 kg in weight.
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So far, we made research investigationon cryogenic device, onboard electric source

as well as research on superconductingmagnet needed for the future vehicle. Even for

the guide, the research and experimenton the basicexperimentdevice have only

started. In order to make practical use of ELC,the best solutionwill be to make further

research development and to let manypeople to know and be acquainted with this new

vehicle. As a result, it is necessary to continue the research development of

superconducting magnet, cryogenic device, electric source device, simultaneous use of

permanent magnet and to make use of this concept, for example by promoting the

development of a vehicle at the amusementpark and to develop racing cars.

Also, to design the model of this concept is not as difficult to produce as it is

thought. It is like remodeling the commercializedautomobile. As to the guideway, it is

more simple than producing railroad model. If a circuit race course with the model

automobile could be made, it will be more enjoyable.

As for the automobiles, we are approaching to the age of genuine object. Not only

electrified but without stirring wheel automobilefree to travel anywhere with super high

speed levitated travellingwhich will be enjoyable.ELC can make this dream come true

and what is more, it can also run on non conductive guideway.

Fig. 5 ConceptualModel of EQUOS LIM CAR
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SUPERCONDUCTING CORRIDOR

So far I have mentioned the major transportationsystem applying superconductive.

For the development of large machineryas well as transportationsystem, the

sustenance test of actual structure is needed. Since the same thingcould be said for the

applied equipment of superconductive, the large scale test installation and support of

big financial capital are needed.

The cities in the past havecollected all kinds of functionsand many people gathered

to make use of its convenience which formed a city.There are cities developed as a

center for politics, administration, economics,commercial, industries, transportation

and tourism. Furthermore in order to develop the region, countries around the world

are considering to form a distinguishedcity furnished with special faculty. For

example, Hong Kong has developed as the free port for economy and the second and

the third Hong Kong are considered.

High technologies and new materialsas wellas superconductivewill provide affect

on future technology, industry or even in a broad sense economy. The research

development of high technologiesand new materialsmust be openedto the public all

over the world for the need to promote further research development.

Gathered the thoughts as mentioned above, I have proposed a thought of one city

and named and announced it as a "SuperconductingCity".

Later, part of content was published in a magazineand I havereceived a commission

on research investigation as to the application of superconductingcity from Iwaki City

in Fukushima Prefecture and as an interim report, I drew a superconducting city

concept based on Iwaki City. With this concept drawing, adding the result of

investigation research related to the undergrounddevelopmentand superconducting

magnetically propulsion ship from Power Reactor And NuclearFuel Development

Corporation, Ship and Ocean Foundation, the revised concept drawing is shown on

Fig. 6.

Below SMES is SC-Maglev and down left is the picture of superconducting linear

elevator. The building under the water is the terminalfor submarinetype SC-MHDS

and the link to the ground for passengers and cargoes will be SC-linear elevator. The

sky scraper building in the center has a height over 1,000m,and the former elevator will

have the problem of rope weight and have to change on the way. If SC-linear elevator

is used, there will be no need to change lift on the way because there will be no rope

used and also, it can pass over like a railroad and can reduce the surface area occupied.

In Japan, other than SC-linearelevator research development of normal conducting

linear elevator is in process.
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The small picture at the right top of the drawing is the amusement park applying

superconductive and the building at the right is the hospital equipped with

superconductive applying equipment and the building on the left to the amusement park

is the information transmission center equipped with superconductive applied

equipments.

It is my dream to build a city where research developmentis free and I would like to

open this city to the world as a liberalcity of technologieswhere any people are free to

enter for the happiness of the humankind around the World.

Fig.6 Superconducting Corridor

CONCLUSION

The application of superconductiveis ranging in the wide field. Especially the

transportationfield is expected to make a big change. If the high temperature

superconductive is to materialize, the changewill make further development. It will be

my most concerned and appreciation,if the applicationof superconductiveleads to the

solution of the global issues of environmentand energy.
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MEASUREMENT AND CALCULATION OF LEVITATION FORCES

BETWEEN MAGNETS AND GRANULAR SUPERCONDUCTORS

T.H. JOHANSEN, H. BRATSBERG, M. BAZILJEVICH, P.O. HETLANDand A.B. RIISE

Department of Physics, University of Oslo.

P.O. Box 1048, Blindern, 0316 Oslo 3, Norway.

Abstract - Recent developments indicate that exploitation of the phenomenon of magnetic

levitation may become one of the most important near-term applications of high-To super-

conductivity. Because of this, the interactiou between a strong permanent magnet(PM) and
bulk high-Tc superconductor(HTSC) is currently a subject of much interest. We have studied

central features of the mechanics of PM-HTSC systems of simple geometries. Here we re-

port experimental results for the components of the levitation force, their associated stiffness
and mechanical ac-loss. To analyse the observed behavior a theoretical framework based on

critical-state considerations is developed. It will be shown that all the mechanical properties

can be explained consistently at a quantitative level using a minimum of model parameters.

1. INTRODUCTION

A quantitative understanding of how the nonuniform fields of permanent magnets(PMs) mag-

netizes bulk high-To superconductors(HTSCs) stands central in developing levitation-type applica-

tions like frictionless bearing for rotors, torque couplers, vibration dampers etc.[I-3] It is also a key

to understand how replicas of magnetic structures can be made using WI_SCs.[4] One approach to

these issues is to investigate various aspects of the magnetic force acting between PMs and HTSCs.

From magnetomechanics[5] a PM producing a field B_ will experience a force from a volume
V of magnetization M equal to

= Iv(M-V) B_ dV . (1)
F

Thus the force results from two distinct factors; i) the magnitude of the magnetization which in

the case of superconductors is determined by the distribution of persistent shielding currents, and

ii) the degree of inhomogeneity in the applied field. Since the field produced by PMs of simple

shapes can be readily computed, one should in principle be able to discuss all aspects of the

levitation phenomenon once the magnetization behavior of the HTSC is at hand. However, in the

literature one finds that analyses of this kind are most often carried out on a very general and

qualitative basis. Although some model calculations have been reported[6-8] a physical picture

that consistently describes at a quantitative level the various properties of the interaction is still
lacking.

We have performed a series of measurements to reveal the detailed behavior of several central

features of levitation forces. System configurations of sufficient simplicity were chosen in order to

compare the observed behavior with analytical calculations. In this paper we describe the results
of our investigation.

2. VERTICAL FORCE

The experimental set-up designed to measure the vertical force is shown in rigA. The fully

computerized apparatus uses a Mettler AE240 Delta Range electronic balance as force sensor. The
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force versus distance measurements were done after tile HTSC sample had been zero-field cooled

to 77K in liquid nitrogen. Both the PM and HTSC were shaped as rectangular bars, and mounted

in a configuration shown in detail below.

PM

PM

ta
T il;::;::i::i::i::iii::i::i::i::i::i::!:;!::i::iiiiiiii::i::iil;iiiii!!!!::

;iiil;iiiiiiiiiiiiiiiiiiiiii;iiii_:_i::i::i

Figure 1: Apparatus to measure the vertical force between a PM and I'[TSC(left).

Magnet-superconductor configuration viewed along the y-axis(middle) and seen from above(right).

Using a step motor stage the force was measured while raising the HTSC towards the PM,

starting from a distance h = 20 ram. At each point the collection of data was delayed in order
to allow relaxations to decay below the 0.ling resolution of the balance. At every millimeter the

steady motion was interrupted for a reverse displacement of 15 /_m. This added a set of minor

loops in the F_ versus h curve. The result of the entire experiment is shown in fig.2(left).
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Figure 2: Vertical force as a function of PM-HTSC dJstance.(left) The insert shows a close-up of a minor loop.

The magnetic stiffness versus levitation height is shown on the right.

The irreversible nature of the PM-HTSC interaction causes the minor loops to form an an-

gle with the major curve. Thus, the spring constant, or stiffness, governing vibrational motion
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needs to be deternfined separately. Note that hysteretic behavior can not be seen in the nfinor

loops themselves, which make such small-amplitude oscillations essentially loss-free.J9] The vertical
st iffness,

6F,
6h

found as thc slope of a line fitted to the individual minor loops is plotted in fig.2(right). The
stiffness covers a range of 3 orders of magnitude, which makes it a parameter that varies much

stronger than the force itself.

3. MODEL CALCULATION

The HTSC used in this study is made of YBa2Cu3OT__ prepared by a conventional sintering

method. In order to construct a realistic mode| for our sample it is necessary to know, at least

at a qualitative level, how an external field is penetrating the HTSC. In other words, what is the

pattern of the induced shielding currents. An effective method to investigate this central point is to

use a magneto-optic vizualization technique based on the Faraday effect in iron-garnet films with

in-plane anisotropy.[10]. A plate serving as substrate for the thin indicator film is placed directly

on the surface of the HTSC which is mounted in an optical cryostat. The contrast in the picture

seen in a microscope with crossed polarizers gives an analoge representation of the perpendicular
flux density at the HTSC surface.

Figure 3: Magneto-optic image of

flux penetration in our HTSC saxn-

pie. The scale-bar is 100/_m long.

Figure 3 shows the image of our z.f.c. HTSC placed in an external field of i5mT at 15K. The

edge of the sample is seen as the vertical line dividing the picture into two distinct regions. The
uniform region to the right represents the intensity of the external field. In the left part one sees a

complex structure of areas having nearly the same light intensity as outside the sample. The dark

parts are regions of low flux intensity, i.e., where the superconductor is well shielded from the field.

The HTSC can therefore be characterized as a magnetically porous material where the applied

field leaks through the intergranular space, and thereby surrounding the grains which carry the

shielding currents.

Evidently, it is formidable task in the calculation of levitation forces to account in detail for

such complex magnetic structures as seen in the magneto-optic image. On the other hand, in the
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present force experiments the size of the magnet is too large to feel the effect of individual grains,
and one can therefore simplify the treatment by using a locally averaged magnetization. In the

geometry of fig.1 this magnetization will be essentially vertical.
The dimensions of the HTSC sample are tb = 1.7ram, b = 3.4mm and l = ll.gmm. The

PM is made of Nd-Fe-B with a remanent induction of B,=I.05T, and measures a = 2.8ram and
ta = 6.0mm. The length in the y-direction is 17ram, which is long compared to l, and hence the

applied field is close to that of an infinitely long bar magnet, Ba = (B_, O,Bz), where

S=(x,z)= B, [(z+h) 2+(x-a)
ln[(z+h) 2+(x-a) 2][(z+h+t_) _+(x_a) 2] ' (2)

Br ( z+t_+h+arctan z+ta+h arctanZ+h-arctanZ+h_ . (3)Bz(x,z)=_-_ arctan a+x a-x a+x a-x]

Making use of the approximation M ---M(x, z) z, the vertical force component equals

fo'bdz/_bFz = l dz M -- (4)
b Oz

In order to make the calculations analytically tractable we will treat the HTSC as a system con-

sisting of a large collection of decoupled grains, each behaving in accord with the critical state

model.[ll] The presence of pinning centres causes a gradient in the internal induction, which by
Ampere's law is assx)ciated with an azimuthal current of density jc. Figure 4 illustrates schemati-

cally the model behavior at various stages of the levitations force experiment.

a) i
I
I
I
I
I

I
I
I

b)

Figure 4: The decoupled
grain model, a) Incomplete
intra-granulax flux penetration

at a large PM-HTSC distance. C)

b) At smaller distances the
critical state is fully developed [

I
in the grains, c) After a small [-PM-[
increasein PM-HTSCdistance
an outer layerof reversedjc is
formed.
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Under conditions where essentially all grains are saturated with jc, as in fig.4b, the magneti-

zation can be considered uniform over the entire volume. In this case eq.(4) simplifies to

F: = -M l 2 B_.(b, z) dz . (5)

Since the HTSC sample is relatively thin we make use of the approximation

Fz(h) = --2ltbB,:(h)M, (6)

where B_:(h) = B_:(b, tb/2) in eq.(2).

Conditions of saturation can be expected to be realized at points on the enveloping part of the

Fz versus h curve of fig.2 at the small-to-intermediate distances. Here the magnetization will be

proportional to j_. Since jc is known to depend on the field it is instructive to make a parametric
plot of -M, where

- M = Fz(h)
2ltb B_(h) ' (7)

against the applied field at corresponding values of h. This is done in fig.5, where tile B-axis

denotes the field at the centre of the sample, i.e., Bz(h) -- B:IO, tb/2) in eq.(3).
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Figure 5: Parametric plot of the in-
fered magnetization, eq.(7), against 1000 , , , I I I , , , I I I I I I I I I I I I f t I0.00 0.05 0.10 0.15 0.20 0.25

the applied field at the HTSC centre. Bz (T )

We see that -M displays a clear peaked behavior, which can be understood as follows. As the

HTSC approaches the PM the increasingapplied field gradually magnetizes the grains. This gives
rise to the steep positive flank of the curve. Saturation appears to occur near B_ = 0.025T, where

-M reaches its maximum. Above the maximum the field-dependence of j_ leads to a monotonic

reduction in the magnetization. To quantify this behavior we use a form

Iv/0- M - (8)
1 + B_/Bo

as in the Kim model.[12] The two parameters, M0 and B0, were determined by fitting a straight

line to 1/M in the region indicated in the insert. This gave M0 = 2195 A/m and B0 = 0.97T.

By combining eq.(6) and (8) one can calculate the levitation force as function of the height

h. The result is shown in fig.6 together with the enveloping part of the force data in fig.2. The
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theoretical curve describes the behavior excellently from the smallest h and up to about 13ram.

At larger distances a deviation starts appearing as a consequence of the non-saturation conditions,
see fig.4a, existing at such small applied fields.

lO12 _ I l t loo ' I _ I ' I '

_" Z 10 •

6

LL N -_ •L = I =
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O0 4 8 h (mm)12 16 20 0 I ! I I i I I
4 8 12 16
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Figure 6: Measured levitation force together with fitted theoretical curve.(left) Semi-logarithmlc plot of the vertical

stiffness, n', and the prediction of eq.(13).(right)

During the reversed vertical displacement producing the minor loops in fig.2, each grain will

experience a reduction in the field. Some flux will pour out of the grain and establish in an outer

layer a flux density gradient of opposite sign. As illustrated in fig.4c, this layer will now have

jc circulating in the reverse direction, giving a positive addition to the magnetization. If we for

simplicity assumes that the grains have the shape of long cylinders the critical state model gives
to first order

v0AMg,o,.= 10B'IOz Ah. (9)
After the PM-HTSC distance has been increased from h0 to h0 + Ah the magnetization can then
be writtcn

L OB, I
M(ho+Ah)= M(ho).-_o _ Ah, (10)

where fs is the volume fraction of the superconducting material. Again the force, Fz(ho -t- Ah),

can be found from eq.(4). If the state of magnetization at h0 corresponds to saturation, i.e.,

M(h0) = -M,_t, we get

i"/2( ", )F_(ho + Ah) = l dz dz -M.,.(ho) + ,OB. (11)
OBz

b p--_ --ff_-zl Ah 0-.-_--_ ,

where the last gradient factor is evaluated for h = h0 + Ah. Since the saturation magnetization

varies slightly with Bz(h) we write M, at(h0) as M, at(h0 +Ah)- (OM, ot[Oh)ho Ah. The first term

here gives in eq.(11) the force at h0 + Ah on the enveloping curve. The two terms proportional to
Ah quantifies how the stiffness deviates from the slope of the envelope. Using eq.(8) to represent

M,_t one finds that the OM,_t/Oh-term is negligibly small, leaving

AF" = -f'Po i d: b dx \"-_'-z ) Ah , (12)
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to describe the angle of a minor loop. This irreversible reduction in the force gives the contribution
to the stiffness

., AF_ _ B 21tb fo dz. (13)_z - Ah P0

Again, since our sample is thin we multiply here by tb instead of integrating over z, and evaluate
the gradient at z = tb/2.

"' was derived and compared _vith the theoreticalUsing the data of fig.2Ileft) the experimental _z

result, eq.(13). Note that this comparison only allows for aa adjustment of the prefactor,fs, and is

therefore a strong test of the physical model. Figure 6(right) shows tile outcome of this procedure

carried out for h < 15mm. The good quantitative agreement was obtained using f, = 0.8, a most

realistic value. The irreversible part n'z differs only very slightly from the full tcz. Thus, from our

analysis we conclude that the vertical stiffness is essentially independent of the actual magnetiza-

tion of the HTSC. Geometrical parameters together with the gradient of the applied field are the
most important.

4. HORIZONTAL INTERACTION

It is a well known feature of the PM-HTSC interaction that it can provide lateral stability, i.e.,

a horizontal restoring force will prevent e.g. a magnet to fall to one side when it is placed levitating

above a superconductor. In a previous work we investigated[13] this stabilizing force together with
the stiffness that governs lateral vibrational motion. We include these experimental results here to)

show that the theoretical framework developed in the previous section also describes the behavior
of the horizontal interaction.

' /. ' _ ' I ' I
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0 2 4 6 8 10 12 14 0 2 4 h (m6m) e 10cl (_m)

Figure 7: !torizontal restoring force versus displacement(left) together with experimental and theoreticalhorizontal
stiffness, nz, as function of levitation height.(right)

Figure 7(left) shows the observed behavior of the lateral force during a virgin horizontal dis-

placement followed by small-amplitude oscillations. The positive slope of the unique virgin branch

quantifies the lateral stability of the system. On return to d = 0 the F_ becomes negative. The

subsequent oscillations produce a linear force-displacement relation with a steeper slope that rep-

resents the lateral stiffness t¢_. The experiment was done using the same HTSC-PM system as in

the previous sections, also now providing z.f.c, to 77K. The distance was here h = 7ram, and the
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initial position, d = 0, corresponds to the symmetrical configuration of fig.l. The measurements
were repeated at different distances to find the h-dependence of the stiffness, fig.7(right).

We calculate the lateral force from

f_ _B /; OBz (14)F_ = M ----L dV = l tb dx M _ ." b

where, as before, the thin sample approximation was used. Note immediately that for the initial
symmetric position F_ vanishes since M is symmetric in x and OB_/Ox = g(z) is antisymmetric.

-b M b M
> . )

t , I
I I

i

! ' I

Figure 8: Profile of the magnetization after a lateral displacement of the magnet (left), and after completing one
displacement cycle(right). In the model AM = fs lAB= I/#0 is the deviation from uniform magnetization, -]lIsat.

When the magnet is displaced a small distance d, the lateral shift in the field profile implies
that Bz increases for x > 0 and decreases for x < 0. To 1. order the field change is

AB_ = Bz(z- d)- B_(z) = -g(z)d .

This will cause an asymmetry in M(z) which we can evaluate as follows. Consider two grains

located symmetrically on each side of z = 0. Initially, they both experience the same applied field,
which we assume induces a negative magnetization corresponding to saturation. For the present

range, h < 10mm, this is an assumption consistent with the analysis in section 3. After the lateral
displacement the grain at x < 0, due to a field reduction, aquires an additional magnetization,
Iz-XB_l/_0,whereas the grain at z > 0 remains in saturation since the field there has increased.
The resulting M versus z is shown in fig.8(left). For z < 0 one has

_l : -Msat + fs g(z) d .

One also has to take into account that the gradient OB,/ax has been shifted by d. To 1. order it

is now g(z - d) = g(z) - g'(z) d, giving

[g/=)]2d= - 2M,o,Ig(b)l)d. (15)V (d)=t tb b
This describes the virgin force behavior, and represents a stabilization since the magnitude of the

first term is much larger than the second.
To find the stiffness one needs to consider the effect of reversing the magnet motion. With

the PM back to d = 0 the grain at z < 0 will have experienced one complete minor loop and has
restored its state of saturation. On the other hand, a grain at z > 0 will experience a field reduction,

and add a positive part to the magnetization. The new profile of M is shown in fig.8(right). Here
the field gradient is once again the fully antisymmetric g(z), and one gets

I°f0'F,(d = O) = -I tb ( _o [g(z)] _ dx ) d, (16)

which describes the minimum force seen in fig.7(left)
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By repeating this displacement cycle the magnetization will alternate between the profiles of

fig.8, and F, will oscillated linearly between the two cxtremum values given by eq.(15) and (16).
The stiffness is therefore equal to

F_(d) - F_.(d = O) f, [bKx = -_ = 21tb ( _0 .v [g(x)] = dx - M_t Ig(b)l ) • (17)

The full line in fig.7(right) represents this expression using f_ = 0.8 and M,_t = 1900A/m found
in section 3. The weak field dependence of the saturation magnetization was neglected since the

main contribution to K_, lies in the integral term. Again, we find a quite acceptable quantita-

tive agreement between our data and the model calculation, where no parameters were adjusted.

Theoretically, K:: is about twice the slope of the initial stabilizing force. Within the experimental
uncertainty also this prediction is consistent with the observed behavior.

Experimentally it has been found that when the amplitude of vibrations increases the PM-

HTSC interaction becomes more and more dissipative.J9] This also follows from Bean's model

where the energy loss per cycle for a long cylinder in a parallel field equals[14]

W= 2__VV[2(AB, 3 (AB)'] for AB<B* and iV= 2___VV[2B. AB_(B.,2 ] for AB> B"
art0 L B* (B*)_J - 3_0 -

Here AB is the amplitude of the external flux density, which in the mechanical case is determined

by the displacement amplitude of the PM. In order to design an optimal vibrational damper for
a given application one will probably need to tune the dissipation properties of the system. Note

then that one way to vary the ac-loss at a given vibrational amplitude is to modify the full pene-

tration field, B*. This parameter is proportional to jc, which again depends on temperature.

3 ' I _ I ' I ' I '

2v

9

1

Figure 9: ac-loss per cycle in lateral vi- \
brations of 50/_m amplitude. The line rep-

resents the theoretical temperature depen- 0 I I i I J I t I

dence of the dissipation. 0 20 40 6o 8o looTEMPERATURE (Ix')

Figure 9 shows the result of a measurement series of the ac-loss in lateral vibrations maintained

at a constant amplitude of 50pm over a range of temperatures. The dissipation was determined

from the area of the force-displacement loops. As found also in numerous susceptibility measure-

ments, the loss varies strongly with the temperature, having here a peak near T* = 70K. At this

maximum the magnitude of jc(T*) is such that the 50pm displacement amplitude satisfies the

condition AB = B*, where due to the distribution of grain sizes B* must be understood in an
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average sense. The expressions of eq.(18), modified by V ---. fsV to account for the magnetic
porosity of the HTSC, were fitted to our loss data. A temperature dependence of jc of the form
jc(T) _x(1 - T/Te) p was a._unled. Best fit was obtained for p = 3/2, and the result is seen in the

graph as a full line. Again a very good quantitative agreement is obtained.
A detailed description of the loss experiment together with a more comprehensive theoretical

analysis will be published soon.[15]

5. CONCLUDING REMARKS

Several key parameters characterizing the mechanics of magnetic levitation with ItTSCs have
been investigated experimentally and theoretically. We have shown that (1)the repulsive vertical
force and its associated stiffness, (2) the lateral stabilizing force and the stiffness governing hori-
zontal vibrations and (3) the temperature dependence of the mechanical ac-loss can be explained
at a quantitative level and with a minimum of adjustable parameters. For the first time, analytical
expressions for all these quantities have been derived consistently for a model system. By doing so

it is brought out in detail how different parameters such as geometry and the magnetic response
of the superconductor affect the behaviors.

In this work we chose to study a sintered HTSC instead of a melt-processed bulk sample. The

reason is that melt-processed HTSCs tend to consist of grains many orders of magnitude larger
than in sintered samples. Although large grains give rise to large levitation forces, it will also pro-
duce a local magnetization that varies over distances of the same scale as the size of the levitating
magnet. To account quantitatively for the forces in such cases one probably needs to consider the
detailed structure of weak links, or the large-scale flow pattern of the shielding currents in each
individual HTSC sample. This problem was avoided here by averaging over many small grains.

The authors wish to thank prof. Y. Galperin for stimulating discussions. The financial support

by The Research Council of Norway (Norges Forskningsr_d) is gratefully acknowledged.
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Abstract

Superconducting transition comes into being between 92 K and 82 K in the samples having a
Meissner's state value of 68 vol. %. The main material content has an orthorhombic unit cell of

YIBa2Cu4Os accompanied by low quantity CuO and a sporadic phase. A proof of anisotropic
superconductivity, an unusually high Cu" ion concentration and a temperature dependent transition of
charge carriers have been observed.

Introduction

On the basis of our earlier research concerned high-To superconductivity [1-3], the

study of different Y-Ba-Cu-O compounds has been continued in the direction to find out the

influence of the exact composition, preparing technique and structure on the superconducting

parameters.

In order to accomplish this task, superconducting specimens of the nominal

composition of Y_Ba2Cu4Oshave been prepared for different investigations. The following

points of view have played the main role in the sample preparation process:

1.the value of the compatible ionic radii, which has a range of 1.25-1.30,

2.the favourable substitution of yttrium (Y) with alkaline earths (AE)

3.the ratio of (Y+AE) to Cu, which is higher, than 0.5 in these experiments, moreover

4. the redox process and the mixed and variable valence of Cu.

Characterization of samples

During present investigations SEM, X-ray, resistivity measurement, ESR- and

SIMS methods, moreover TEMF experiment have been applied for obtaining information
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on the structure and superconducting properties of specimens.

The samples were prepared by solid-state reaction from pure chemicals of Y203,

BaCO3and CuO with an appropriate rate. This mixture was pulverized and homogenized

by an intensive grinding. The optimum reaction temperature was chosen by a

thermogravimetric analysis as a value of 850 °C at which the first heat treatment was

carried out for 9 h in oxygen atmosphere.

The lined picture obtained by an X-ray Guinier camera with quartz-

monochromatized CuK_ radiation (DRON-2) on the reacted and pulverized mixtures

show a fully microcrystalline structure without any amorphous phase.

The powders were then pressed by a pressure of 5 MPa into pellets and then were

sintered again at temperature 850 °C for 9 h in oxygen atmosphere.

In the course of this preparation process, a slightly distorted, perovskite structure

develops without oxygen deficiency.

The photographs taken by a scanning electron microscope (Jeol JXA-50A) on the

samples demonstrate a homogeneous microstructure (Fig. 1). The forms of crystals are

not sharp, from which a conclusion on a well-sintered state results.

Fig 1. SEM photograph on a sample

The composition of specimens was investigated by X-ray diffraction method

(Siemens D-500). This study provides a diffractogram (Fig. 2), demonstrating a nearly

single-phase material having a main phase of Y_Ba2Cu408and other compositions only

in very low quantity. The majority phase of stoichiometry of Y:Ba:Cu=I:2:4 has an

orthorhombic symmetry with lattice parameters a=3.83 /k, b=3.88 /k and c=27.22 /k
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and this is responsible for the superconductivity. The minority phase is the well-known

Cu-O of monoclinic unit cells. Finally, the peaks, which can not be indexed indicate the

existence of an unidentified sporadic phase.
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Fig 2. X-ray diffractogram of a sample

Since the (1,2,4) compound is an oxygen stoichiometric one [4], the number of

oxygen atoms practically can not be changed. Therefore the lattice parameters determined

by double Cu-O chains can also not easily be varied by substitution of other atoms. From

this the higher thermal stability of the oxygen content follows, as compared to the (1,2,3)

phase. As the experiments show, this statement is, however, valid only until a given

temperature, and in the range above 850 K the (1,2,4) phase decomposes into (1,2,3) one

and CuO.

Superconducting properties

The dependence of the resistance R on temperature T was determined by a

conventional four-probe technique using evaporated gold contacts on the samples to

which the electrical leads were soldered by silver paste. A typical R-T characteristic is

shown in Fig. 3. The specimens show metallic behaviour in the whole temperature

interval under investigation, having room temperature specific resistivity of

p3oo=8-11mftcm. As it can be seen, the sharp drop of the resistance starts at 92 K and

zero-resistivity state sets in at 82 K.
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Fig 3. Dependence of the resistance on temperature of a sample

Double-coil dynamic magnetic measurements were performed on the samples

forming prism of dimensions 2x2x12 mm3. During these experiments an a.c. method was

used in the frequency range of 5-150 kHz and at effective magnetic field interval

of 0.1-27 Oe. As the investigation shows, 68+4 vol. % of samples material is in pure

Meissner's state at low temperatures (Fig. 4).
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Fig 4. Typical a.c. susceptibility curve at 100 kHz

Superconducting transition has also been traced with an X-band (9.5 GHz)

Electron Spin Resonance (ESR) equipment (ERS 200). ESR investigation hints at a

strongly anisotropic and layered structure of the specimens. Above the temperatures of
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dropping resistance, the samples have an ESR signal of asymmetrical shape (Fig. 5).

H=O.O1T

Fig 5. ESR signal of a sample

The center of the line corresponds to the gyromagnetic factor with average value of

g=2.06 and its peak to peak width is 152 Oe. The shape of the signal slightly depends

on the angle between pressing plane and direction of the magnetic field, thus it refers to

an anisotropy in the samples and a tensorial character of g, which survives the

pulverizing of the specimens.
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Fig 6. Temperature dependence

of the derivative of microwave absorption near Tc
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During the transition to zero-resistivity state a sharp increase in the base-line level

occurs at 82 K, although the ESR signal remains unchanged. The increase of the base-

line level decreases with the static magnetic field.

This indicates a magnetic field dependent microwave absorption A, which is

related to the dissipative behaviour of type II superconductivity of high-To

superconductors. Figure 6 shows the temperature dependence of the first derivative of

microwave absorption on static magnetic field near the zero-resistivity state. It

demonstrates a drastic change in the absorption properties at the critical temperature,

which reflects the transformation of the state in samples.

Detailed experimental investigation was carried out on the specimens by

Secondary Ion Mass Spectroscopy (SIMS, type Balzers). Dynamic spectra were measured

in argon and oxygen atmosphere at a monitor current of 1 x 10-6A in a wide mass range.

Fig. 7 and 8 show the positive and negative secondary ion spectra, respectively, taken

on the characteristic mass range of 1 - 100 in argon atmosphere, where the peaks of

main components and micro-impurities can be seen. In the higher mass range YO .,

BaO., Ba20 . molecule ions and Dy., Yb., Pt. impurity ions appear as well.

According to the observation, the oxygen atmosphere increases the peak of Y.

4.7- times, Ba. 2.1- times and Cu. 3.5-times, indicating that the original material is not

completely oxidized. This result is in agreement with earlier statement on oxidation

state.

The existence of the high intensity Cu-peak compared to the Cu. one, may be a

very important point explaining the superconducting behaviour of this compound. The

Cu+/Cu" ratio being here 10-I is quite unusual comparing to the value of 102in copper

oxides and 2x102 in copper alloys.(Similar effect for metallic components was found

only at noble metals, namely at Au and Pt). From this fact a significant interaction

between Cu ions and electrons can be supposed, due to which the Cu atoms leaving the

bulk material are surrounded by an excess electronic cloud. It means that less electrons

can take place in the transport and so a positive charge carrier conductivity may occur.

This supposition was controlled by TEMF measurement too.

Thermoelectric effect can also be detected in the granular and anisotropic

superconductors creating a temperature difference between two sides of samples [5].

121



%0;
lo

Fig 7. A positive SIMS spectrum of a sample with 3 keV Ar. bombardment

(A=mass number, Z=particle charge number)

%

Fig 8. A negative SIMS spectrumof a sampleswith 3 keV Ar+ bombardment

(A=mass number, Z=particle charge number)

As Fig. 9 shows, the thermoelectric voltage has a negative sign and a slightly

increasing tendency in its absolute value during the cooling stage without any external

magnetic field in the temperature interval of 220-124 K. Below this temperature the

TEMF is decreasing and reaches zero value at 82 K. After the zero value it has an

increasing and later a decreasing branch of positive sign and ceases at about 50 K.
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Fig 9. Dependence of TEMF on the temperature

in the cooling stage without magnetic field
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Fig 10. Dependence of TEMF on the temperature during

heating process in an external magnetic field

Investigating this phenomenon during the heating stage in an external magnetic

field of 1.5 kOe, the sign of TEMF is negative in the whole temperature range (Fig. 10).
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Starting from 50 K, the curve of TEMF firstly has an increasing character in its absolute

value until 110 K. At this point a sharp break then a moderate decrease and a saturation

tendency in the investigated temperature interval (until 220 K) can be observed.

If a temperature gradient exists in the sample between two opposite surfaces, the

charge carriers diffuse from higher-temperature side to the lower-temperature one until

a stationary voltage difference established. In the case of p-type charge carriers the cold

surface will be more positive and in the presence of n-type ones, more negative. This

phenomenon represents a positive-negative transition of the charge carriers occurring at

the temperature of zero-resistivity state. In contrast with this observation there is no

change in dominant carriers during the heating stage in an applied external magnetic

field.

Comparing the magnitude of the effect in other materials, the obtained voltage

signals are generally higher, than those for metals and lower, than the thermal voltages

belonging to semiconductors. The obtained TEMF values were independent from the

materials (bronze, copper or nickel) of the measuring electrodes.

In consequence of granular and porous character of the high-To oxide

superconductors a spatial fluctuation of the chemical potential and a phonon drag appear,

which play together an important role in the formation of TEMF-curve at low

temperatures (below 124 K), but they alone can not change the sign of thermoelectric

voltage. In this way, the results of these experiments refer to a complicated mechanism,

due to that the holes, the p .,,-..n transition and the electrons are together responsible for

establishing superconductivity [6].

Thermoelectric voltage is affected by the relatively large electron-phonon

interaction and the creation of superconducting pairs counteracts the diffusion of

electrons (and so the thermoelectric effect), therefore a decrease of the absolute value

of TEMF can be observed at low temperatures. In this way, the maximum of the positive

branch is much smaller, than the values of the negative branch at higher temperatures,

but it shows that the pairing process is not capable to cease fully the thermoelectric

voltage in anisotropic superconductors in the transitional range.

Finally, we would like to point out, that this phenomenon can be explained in the

framework of Ginzburg-Landau theory [7]. If, the power series of the superconducting

free energy is completed by a new term, the Ginzburg-Landau equations will be able to

imply the thermodynamic cross-effects, namely the thermoelectricity too.
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Conclusions

From the analysis of recent investigation some conclusions can be drown:

1. Relatively low temperatures of the heat treatment can result in nearly single phase

Y-(1,2,4) of reproducibility and long time stability.

2. Specific effects which can be detected by non-conventional methods of research can

contribute to the explanation of the mechanism of high-To superconductivity in

different compound.
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High- Temperature Superconducting Elements.
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Summary

One of the prospective, practical applications of high-temperature

superconductors is the fault-current limitation in electrical energy networks. The

development and testing of experimental HTSC serial current limiters have been

reported in the literature. A Hungarian electric power company has proposed the

development of a parallel equipment for arc suppressing both in the industrial and

customers' networks.

On the basis of the company's proposal the authors have outlined the scheme of a

compound circuit that can be applied both for current limitation and arc suppressing. In

this paper the design principles and methods of the shunt equipment are presented.

These principles involve the electrical, mechanical and cryogenic aspects with the

special view on the electrical and mechanical connection between the HTSC material

and the current lead.

Preliminary experiments and tests have been carried out to demonstrate the

validity of the design principles developed. The results of the experiments and of the

technological investigations are presented.

Research Institute of the Electrical Industry, Hungary

2Institute for Mechanical Technology and Materials Science; Technical University of Budapest,

Hungary

Department of Electrical Machines, Technical University of Budapest, Hungary

Address: Egry J6zsef utca 18, Budapest, H-I 111, Hungary

Phone: 36.1.1666358

Fax: 36.1.1666358

E-mail: H9639VAJ@ella.hu
126



Introduction

A new projectfor the investigationof the POssibleapplicationof high-temperature

superconductors in electrical switch gear has been initiated and financed by a

Hungarianpower engineeringcompany, EPOS-PVI, Rt The organisationaland

functionalstructureof the projectis showninFigure1.

/- "x
Institute of the Electrical ..................._-_ End user |

Indultry, Budapest -\ J

O.--n,o, IElectrical Machines, ctrloal design and test=
Technical UnivemiW of

Department of
Silk:eta Chemistry end Prspsrsticn of HTSCmstsriale

Technology, (powders)
University of Veazpr6m

Figure 1

The structuralchartof the co-operation

This project is in close connectionwith the one carriedout at the Departmentof

ElectricalMachines,TechnicalUniversityof Budapest,supportedby the Hungarian

Academy of Sciences (National Fund for Science and Research). The aim of this

projectis the developmentof a model of an HTSC electricalmachine.In this framea
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numerical method and a software have been developed for the calculation of the

magneticfieldof superconductors[2], [3].

The work carried out in the frame of the Hungarian co-operation has attained an

attention and interest from abroad. The nationalco-operation is planned to be elevated

onto an international level.

Design principles

The device containingthe HTSC element is connectedparallelwith the section of

the network to be protected. The arrangementof the devicefor a single-phasenetwork

is shown on Figure 2 [6].

• • II • ,
I R

°N

Figure2

1-phaseschematicarrangement

1 controllingelement
2 HTSC-element

3 classicalswitch-gear
4 electricarc (shortcircuit

According to Figure 2. the device containingthe HTSC element is connected

parallelwith the section of the networkto be protectedbetween the phase- and the

neutralconductor.If, for example,an arc developsin the sectionof the networkto be

protected, then the protection system suppliedwith optical and electrical sensors

detects the arc and gives a signal to the controllingelementof the device containing

the HTSC element.Due to the operation of the controllingelement the HTSC element
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Figure 3

3-phaseschematicarrangement
(legendaccordingto Figure2)

carries a given current. If the value of this current exceeds the criticalcurrent

characteristicof the selected superconductorthenthe HTSC materialgoes from its

superconductingstate into its normal state. The HTSC materialin its normal state

behavesas a current limiter and, thus, decreasesthe currentload of the traditional

circuitbreakers.

In the case of a three-phase network the device may be connected, for example

according to Figure 3, betweenthe lineconductors.

Modellingof the superconducting-normaltransition

One of the fundamentalparametersof both of the operationand of the design of the

switchingdevice containingan HTSC elementis the switchingtime, that is the time of

the transition from the superconductingto the normalstate (and back). Similarlyit is

essentialto know the ratio of resistivitiesof the superconductingand the normalstates.
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For the investigationof the conditions,as the firststep, a smallsampleof the device

has been constructedsince HTSC materials,at least at present, are characterisedby

relativelylow criticalcurrentdensities[4], [5]. Thearrangementforthe transitiontests

is shownin Figure 4.

_i_i_i_i_iiiiiiiiiiii_iiiililiiiiii To the ammeter

!iiiiiiiiiiiiiiiiiiiiiii_i_iiiiiiiiiiiiii!i!i_iiiiii_i

Currentsource HTSCsample

__ _ To thevoltmeter

Figure 4

Schemeof the transitiontest arrangement

The HTSC sample has been fed from a current source giving an output current of

triangular form. For a better evaluationthe frequency of the current has been set to

10Hz. The voltage proportional to the current and sampled with the frequency of

30 kHz has been registered and processed by a computerisedmeasuringsystem.

To avoid the distortion of the results by the voltage drop on the current feed we

haveformedseparatepairsof contactsfor the currentfeedand the voltage signal.

Forthe evaluationof the switchingspeedwe have usedthe resultsof measurements

shown inFigure 5.
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Measurementof the superconducting-normalstatetransition

It is clearly seen inthe figure that inthe momentwhen the currentflowing through

the sample has exceeded the critical value then a voltage drop has appeared

momentarilyindicatingthatthe HTSCelementhasgone fromits superconductingstate

into its normalstate. Similarly,whenthe currenthasdecreasedbelow the criticalvalue

thenthe materialhasreturnedto itssuperconductingstate.

According to the commonlyacceptedconventionthe sample is considered to be in

its superconducting state if the voltage drop per unit length (in centimetres) is not

more than 1 l.tV independently of the dimensionsof the sample and of the current

flowing through the sample. Consequentlythe ratio of the resistivitiesof the normal

and the superconducting states of the sample may be considered to be practically

infinitesince the voltage drop on the samplein its superconducting state is practically

zero.

The switchingtime of the sampleboth inthe superconducting=normal state andthe

normal_superconducting state has been orders of magnitude lessthan 1 ms. This time

period is critical for the arc suppressing.
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Fabricationof HTSC material-metalcontacts

One of the crucialpoints of the applicationof the HTSC materialsin current limiters

or circuit breakers is the possibilityof fabricationcontacts with satisfactorymechanical

properties and contact resitivities[7].

In the frame of the project various weldingand solderingmethods are planned to be

investigated.The first successfulresults in this respect have been achieved by electron

beam evaporation and welding.

Figure 6 shows silver contacts evaporatedby an electronbeam on the surface of an

YBaCuO rod.

Ordinary HTSC

solder material

Silver

electrode

Figure6

Electriccontactsmadebyelectronbeamevaporation

Silverrodsof _3 mmjointed to an YBaCuOplate by electronbeamweldingis

showninFigure7.
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Figure7

Electricalcontactsmadewithelectronbeamwelding

Accordingto our investigationsthe welded contactsallow current loads that are

orders of magnitudehigherthanwhathasbeenachievedby othertechnologiesreferred

in the literature. The electron beam welding seems to be a suitable method of

fabricatingcontactsof considerablecross sectionbetweenHTSC materialsandmetals.

It is worth to be notedthatwe havemadepromisingexperimentsin wire forming

andcontact makingbythe methodof explosivepowdercompactionas well [1].

Conclusions

The designprinciplesof a devicecontainingan HTSCelementand suitableto arc

suppressing has been developed. A sample switch for the modelling of the

superconducting:=_normaland the normal=csuperconductingtransitions has been

constructedand tested.Preliminaryexperimentsregardingthe technologiesof contact

makinghave shown promisingresults.
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STABILITY, MECHANICAL CONSIDERATIONS, AND AC LOSS IN HTSC
MONOLITHS, COILS, AND WIRES

M. D. Sumption and E. W. Collings

Battelle Memorial Institute
505 King Ave, Columbus, OH 43201, USA

Abstract

For monolithic high-Tc superconductors (HTSCs) calculations are presented of: (l) the initial flux jump
field, H0, in melt-processed YBCO based on a field- and temperature dependent Jc, and (2) the radial
and circumferential stresses in solid and hollow cylinders containing trapped magnetic flux. For model
multifilamentary (MF) HTSC/Ag strands calculations are presented of: (1) the limiting filament
diameters for adiabatic and dynamic stability, and (2) the hysteretic and eddy current components of AC
loss. Again for MF HTSC/Ag composite strands the need for filamentary subdivision and twisting is
discussed.

INTRODUCTION

Large-scale applications of high-Tc superconductors (HTSCs) stem not only from their
obviously high Tcs which offer the possibility of operation in liquid hydrogen, liquid nitrogen
as well as refrigerated gases, but also from their high Hc2swhen high operating temperature is
not the primary consideration. The thermal properties central to stable conductor design are
thermal conductivity, K(T), and specific heat, C(T). The former dominates at low
temperatures and there dictates the choice of a dynamic stability criterion. Specific heat takes
over at high temperatures where stability is controlled by adiabatic considerations. The much
higher C(T) of materials at 77 K than at 4 K guarantees a much greater adiabatic flux-jump
stability. Several effects related to stability, while present in LTSC materials, are much more
prominent in HTSCs; for example, a much more pronounced ramp rate dependence of flux
jumping (in non-stabilized samples).I In the first section of this paper, the field dependence of
flux jumping in large monoliths of HTSC, and its associated adiabatic and dynamic aspects,
will be considered. In the next section we calculate the Lorentz-force induced mechanical
stresses that are present in flux-trapped solid cylinders of melt grown YBCO. We then go on
to compare these results to those for hollow cylinders. The discussion on stability then
concludes with a note on flux-jump- and cryo-stabilization of Ag-clad HTSC strands. The
paper continues with a discussion of AC loss in multifilamentary HTSC/Ag composite strands.
Using a model strand configuration, typical hysteretic and eddy current losses are compared
with reference to practically attainable matrix resistivities and twist pitches. We conclude with
a discussion of the particular properties of filamentary subdivision in HTSCs.

MAGNETIC STABILITY OF HTSC MONOLITHS

A well known expression for the initial flux jump field, is Hi0= "_{Tz3C(T)ATo},in which ATo =-
J/(-dJ,./dT). In its more widely used form, in which ATo is replaced by (Tc-Tb),a number of
assumptions have been made: (1) Jc is linearly dependent on T, (2) Jc is field independent, and
(3) the sample is isotropic. These assumptions are convenient, and have worked reasonably
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well for LTSCs. However, Mfiller and Andrikidis 2 have recently developed an expression
which takes into account the field dependence of Jc based on the Kim model, Jc =

J_oHo/(H+Ho). Field dependence of J_ has been considered before, both experimentally 3 and
theoretically using a Kim-type model 4, although Mfiller et al.'s treatment: is the most
complete.

Mfiller et al.'s expression for this modified flux jump field for a semi-infinite slab on the

virgin run is given implicitly by

_(,H_, - ,H I)(IH_[ + Ho) + (]Hcj[ + Ho)(IH , + Ho)Ln(_oo + IH'l !.gIH° [, = Hjo: (1)

Here H0 is the new flux jump field, He is an intemal field due to previous flux jumps (we will
set it to zero), and I4-ois the Kim model parameter. Curves derived from this expression in
case (i) i.@Io= ,,_(H_ -- Hi0), (ii) goHo= 4 T and (iii) goHo= 0.1 T are plotted in Fig. 1. We
have chosen to plot H0 for the virgin run, where we additionally require He = 0, since it does
not involve the past history of the sample, and is easily compared to experimental results.
Following Mfiller et al., in calculating Fig. 1 we assembled previously published5 specific heat
data from two temperature ranges -- 1-17 K and 30-100 K -- extrapolating them both to 26 K
to complete the data set. This causes a discontinuity in slope of C(T) at 26 K and hence in
the slope of the resulting H0.

It is noteworthy that the temperature dependence of H0 responds strongly to the choice of the
Kim field, Ho. It is also expected that the temperature dependence of Jc will also have a strong
influence. We have noted from an inspection of several data sets for melt-processed YBCO
that the combined temperature- and field dependence of Jo can be expressed in the form
J_(T,H) = J_0oexp(-T/T_)Ho(T)/{Ho(T)+H}. In particular, based on data from Maley et al.6, we
have deduced for their sample that J_oo= 5.92 x 105 A/cm:, T, = 19.87 K, and Ho(T) = a-bT
(with a = 2.504 tesla, b = 2.79x10"2tesla/K).

Ignoring for a moment the field dependence, the exponential form of J¢(T) yields ATo = T_,
leading to a "field-independent" H0 of the form _]{x3C(T)T,}. Next, an H0 combining both Jc's
exponential T-dependence and Ho's linear T-dependence was calculated. The new curve, also
plotted in Fig. 1, covers just the region of exponentially fitted J_ data (up to about 80 K); at
higher temperatures, J_ must decrease to zero more rapidly -- linearly would be a good
approximation. The unusual shape of the final curve indicates that H0 is sensitive to the full
T-dependence of J_. Indeed, in one of the first published papers on flux jumping, just such an
effect was taken into account) Given the wide temperature range over which HTSCs operate,
and the wide variation in materials properties within it, inclusion of a T dependence as well as
an H dependence is important for a quantitative description of flux jumping.

An interesting offshoot of the use of Kim-model-Jc field dependence is the prediction of a
new flux jump regime -- that of the solitary flux jump. Flux jumping will occur when the
field (or for a given d, J¢) becomes large enough. In the Bean model this can happen with
equal likelihood anywhere around the M-H loop. However, for a Kim-type model, Jc (and
thus field gradients) will be larger in some parts of the M-H loop than in others. In particular,
two points on a Kim-type M-H loop which occur on the shielding branches, at relatively low
fields (on opposite sides of the M-axis) have maximum overall field gradients. If we imagine
following the trace of an M-H loop, once a flux jump is initiated at these high H-gradient

139



8 I I I 1 2.5 t I I I

[" /_ "-" 2.0 _ No Jumps _
A 6- /

- / X\ 1.5/ ..-" ._=
.o ._u.

4'-- • _,_

o°." \ 1.0-

/i I .*

•_ °.*"

.

2 / .."11 Virgin Jumps

//. o5- -
o I I I w o ! I I

0 20 40 60 80 0 0.25 0.50 0.75 1.0

Temperature,T, K Ho/Hp

Figure 1. H0 and I-_ vs T calculatedfor _ = oo Figure 2. Illustrationof the flux jump regimes.
(Hjo)(_), lat'Io= 4 T (----), and i.tl-Io = 0.1T Hjt-Ip vs I-Io/Hp for H_-Ip =1, where Hp is the
(----). Alsoshownis the resultfor _ = _ (H,T) penetrationfield and _ is the maximum field
(. • •., see text), sweepamplitude. After Mtillerand Andrikidis.2

points, the total field difference is reduced. As H is increased (as we continue to sweep out
the loop) the gradient cannot build back to its previously high value, since Jc(H) is lower. We
can then see that M-H loops executed in a certain range of temperature, and for certain Ho
values will exhibit pairs of "solitary" flux jumps. At lower temperatures, or as Ho --_ oo,
multiple flux jumps will occur (corresponding to the usual case). The solitary and multiple
flux jumps regimes are displayed in Fig. 2. We note that the partial flux jump boundaries
displayed in Fig. 1 will be extended somewhat by the solitary flux jump regime.

Another important idea which needs to be incorporated into the analysis of flux trapping
samples is the influence of cooling on flux jump stability. It has been asserted that for slower
ramp rates the ramp rate sensitivity of _ may be modified by dynamic cooling.: It seems
clear that significant cooling will also occur along a direction orthogonal to the dimension
along which the flux gradient is formed for flux trapping samples.7 This suggests that the
employment of a thin disk geometry may improve the stability of such samples.

It is also important to account for sample anisotropy. If H is parallel to c, then the problem is
essentially isotropic. However, with H perpendicular to c, the stability will presumably be
determined by the weaker of Hfi.__b and H_x. However, this question has not been directly
addressed.

STRESSES IN MELT GROWTH CYLINDERS AND POTTED MAGNETS ARISING
FROM LORENTZ FORCES.

We have calculated the stress for a cylindrical superconductive sample used for flux trapping.
While the literature concerning stresses in superconducting solenoids is extensive, we are
unaware of any solutions for solid cylinders. This type of sample is shown in Fig. 3(a), with
the field applied along the z-direction. Field independent J_ is assumed, and we have set the
crystalline c-axis to be along the z-axis as well, in order to describe the configuration of
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interest for flux trapping superconductors• Superconductive and mechanical properties will
then be 0-invariant. We calculate the stresses after the sample has been set up in the full flux
trapping state (presumably by field cooling), with the resultant flux profile shown in Fig. 3(b).
The Lorentz force is given by F = BrJJ10 (in cgs-practical units). Using dB/dr = 4rdJ10, the
Lorentz force can be re-expressed as a function of position in the sample as

F(r) ---4_'J._:(R - r). (2)
100

Following the procedure used to calculate the solenoidal solutions'9, we start with the
conditions of equilibrium for a 2-D 0-invariant problem in polar coordinates:

a or(r) - Go(r) + F(r) = 0. (3)
"_rGr(r) * r

The problem is similar to that of the spinning disk as described by Timoshenko. ]° Using his
method we find the following expressions for the radial and circumferential (hoop) stress
components, a, and (Se:

ar =-_cR(2 + v)[R - r] --_Nc(3 +v)[R2-r2],
(4)

(3e---._VcR(2 .v)R- 13._NcR(1+2v)r--_Nc(3 .v)R 2 . 18-.N(1+3v)r2.

It can be shown that these expressions satisfy Eqn• 3, above. In cgs-practical units, N¢ =
4rdc2/100,while in SI it is laoJc2. We have applied the boundary condition that cr = 0 at r = R.
crr and (:reare shown as a function of r in Fig. 4 for a sample with R = 1.27 cm and Jc = 109
A/m:. ,:so drops monotonically with r to (NcR2/12)(1-v)at the sample perimeter. _, however,
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has a minimum at r = (8/9)R(1 + v/2)/(1 + v/3), and g, is negative in this region. Physically
this represents the action of the hoop stresses set up in the outermost regions of the cylinder.
At r = 0, g, and ge are maximum and equal; they are given by

rd_R:
_,(7 + 5v) (5)

g_= = 600

in cgs-practical units (A/cm:, cm, dyn/cm:). To convert to SI units (A/m:, m, Pa) multiply the
right hand side of Eqn. 5 by 100po/4rt(= 105, numerically).

Substituting v = 0.3 in Eqn. 5 we find the maximum stress in the cylinder to be given by gm_x
= 0.35BoJc"R:,which can be re-written in terms of maximum (r = 0) field, as gm_ = 0.282
B_:. For these last expressions it is convenient to use SI units where B,,_ is in tesla and c_
is in MPa. This relation is shown in Fig. 5. The tensile strength of polycrystalline YBCO is
about 15 MPa, while for a single crystal, it is closer to 60 MPaJ _ This translates into a
maximum field of 14.5 T for crystalline YBCO, which is above the quench field at any
temperature (see above). If, as an approximation, we set the tensile strength of any grain
boundaries which might be present in this material to 15 MPa (that of the sintered material),
then the maximum field is 7.29 T. This is only somewhat lower than the maximum quench
field (=10 T), and it is only exceeded by _ in a small region near 60 K (under certain
assumptions). We may therefore expect that mechanical integrity is not a problem for these
flux trapping superconductors. However, the strains associated with the stress values listed
above may well degrade Jc, although we have not yet considered this.

Next we go on to consider the same sample, but with an axial hole of radius a. The boundary
conditions in this case are g_ = 0 at r = a and r = R. For the case of superconducting
solenoids, Wilson9 has developed an expression analogous to those above. If Jeff= J¢, these
expressions can be re-written for comparison to the monolithic case as

g (r,a,R) = g (a--'O) + g_aa

ge(r,a'R) -- Go(a--0)+ g_aa (6)
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where

c_aa= N(2 +v)_,g 1 - qr--i- - _(3 * v)a2 1 - q__

where q = 1 for c, and q = -1 for _o. In the above treatment, hollow cylinders and potted
Bi:HTSC/Ag pancake coils give the same results as solenoids. Plots for _, and _e for a =
R/10 are shown in Fig. 4 for comparison to the results for the monolith. We can see that the
presence of the hole decreases at, but increases _o. In Fig. 5, curves of maximum _ and _e
(for a given internal B) are shown as a function of the internal field, B (which is assumed
constant throughout the hole) and compared to the monolith results. For the case with the
center hole, oe still maximizes at the inner boundary, but _ maximizes somewhere within the
structure, as shown in Fig. 4. As we can see in Figs. 4 and 5, with the introduction of a hole,
_r becomes equal to or less than its counterpart for the monolith, while o e becomes equal to or
greater than its counterpart for the monolith. Thus, as shown in Fig. 5, in the limit of a --->0,
the maximum in _,_oleis equal to the maximum value of _,_o,o, while the maximum in _e.hol_is
twice that of _O.mo,o-This agrees with the idea of stress enhancement around holes typically
found in mechanics.

STABILITY IN MULTIFILAMENTARY STRANDS

Superconducting wires (strands) are generally produced in multifilamentary (MF) form. Low-
T¢ strands for accelerator magnet applications, for example, often consist of many thousands of
filaments (e.g. 5,000 to 40,000); they are small in diameter to provide stability and low
hysteretic loss, and twisted together to reduce eddy current loss to some fraction of the
hysteretic value. As we shall see, in HTSC strands filamentary subdivision serves some of the
above functions but also some additional ones. For practical reasons the number of filaments
tends to be smaller and consequently the twisting requirement is less stringent. The first
requirement in MF strand design is to prevent flux jumping. For NbTi, filaments smaller than
about 100 lam in diameter are immune to it. This is also approximately true for HTSC strands
at 4 K. But at 77 K they are adiabatically flux jump stable in diameters as large as several
cm. In general, requirements other than stability tend to dictate the choice of filament
diameter. For LTSCs these are low magnetization and low AC loss. For HTSCs the
dominating requirement has to do with grain alignment. For example in the Ag-clad Bi:HTSC
wires, alignment seems to take place when the superconductor "thickness" is less than about 50
lam. The following account demonstrates that this is certainly compatible with flux jump
stability.

In calculating the filament diameter requirements for flux jump stability two alternative criteria
may be applied -- the adiabatic and the dynamic. The former dominates if the heat capacity is
high and cryocooling can be ignored; in the dynamic case heat conduction to a cryogen bath
must be invoked. The maximum filament diameter under the adiabatic criterion (based on a
slab calculation1:"p.134)in c.g.s, units is

rid= _ 109(3)C(T)ATo/J(T,H) (7)
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The dynamic criterion (based on a cylinder calculation_:'p.156)yields

-- 8Isc /Jc(r,m (8)"' flag X

In these equations C(T) and Ksc are the heat capacity and thermal conductivity, respectively,
of the superconductor (SC), PAgis the silver stabilizer resistivity, _, is the volume fraction of
SC in the composite (herein 0.5) and ATo - J/(-dJ/dT).

The equations can be evaluated using the appropriate cryophysical property data.

Cryophysical Property Data

The temperature dependencies of the relevant thermal and electrical properties of YBCO and
copper (for model calculations of the stabilities of YBCO/Cu composites) were previously
listed.5 In what follows we repeat some of the earlier calculations but for the more realistic
case of YBCO/Ag, since the following data for Ag has recently become available. In addition,
for ATo and Jc(T,H) we draw on new data from Maley et al.6 As indicated earlier the Jc(T,H)
of melt processed YBCO (T¢ = 90 K) is well described by an exponentially decreasing
temperature dependence to about 80 K of the form (5.92 x 105 A/cm2)exp(-T/Ts) with Ts =
19.87 K, combined with a Kim-type field dependence quotient of the form H0(T)/{Ho(T)+H}
in which Ho(T) = a-bT (a = 2.504 tesla, b = 2.79x102 tesla/K). Above about 80 K, J¢ drops
linearly to zero at Tc. Thus at 4 K, ATo = 1", = 19.87 K; while at 77 K, ATo may be
approximated by the usual (Tc-Tb)= 13 K.

Electrical Resistivity of the Silver Stabilizer: Drawn wires of 99.99% Ag and an Ag-
0.1%A1 alloy were annealed in air for 24h/840°C during which they became charged with
oxygen and the alloy internally oxidized to Ag plus AI203. Their measured resistivities were:
Ag: P4K= 9.27 n_cm, P77z= 290.56 nf_cm; Ag+Ox: P4K= 247.42 nf2cm, P77z= 624.51
nD.cm.

Magnetoresistance of Silver: The magnetoresistivity of Ag over the temperature range 4.2-
159 K.has been measured by Iwasa et al._3 Based on their data we have deduced that at 4.2
K a field of 5 T adds to Ag a resistivity of 11.61 nff2cm. In the stability calculations we
assume this to be temperature independent and add it to both the 4.2 K and 77 K resistivities
to take into account the effect of a 5 T field.

Maximum Filament Diameters for Flux Jump Stability

Based on Eqns. (8) and (9) the maximum filament diameters for adiabatic and dynamic flux
jump stability, respectively, are as depicted in Table 1. The table indicates that at 4 K the
dynamic criterion applied to the pure-Ag-stabilized composite guarantees the stability of
filaments of the size expected in practice (certainlyless than 100 pro). Some dynamic stability
is lost when oxide-strengthened Ag is employed, in which case the adiabatic and dynamic
results are similar. At 77 K both YBCO and YBCO/Ag are "overstable" from both adiabatic
and dynamic standpoints; filaments thicker than those that would ever be encountered in
practice are immuneto flux jumping.
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Table I. Maximum Filament Diameters for

Adiabatic and Dynamic Stability

ADIABATIC
I

I |
4K 77K

I I
0T 5T 0T 5T

69 I.tm 213 I.tm 87 mm 130 cm

DYNAMIC
I

I i
4K 77K

i II I [ i

Ag _ Ag
0T 5T 0T 5T 0T 5T 0T 5T

339 [am 697 I.tm 66 I.tm 198 I.tm 6.3 rnm 93 mm 4.3 mm 64 mm

Strand Stability and Cryostability

Other aspects of strand stability, including maximum adiabatic strand diameter and
cryostability have been adequatelyexplored in an earlier publication.5 An importantfeature
of strandcryostability is the possibility of occurrence,as the result of some disturbance,of the
"minimum propagating zone" or MPZ, and the rate at which it expands (VMr_ to quench (and
thereby protect) the coil in which it was imbedded. In the referencejust cited it is clear that at
77 K the adiabatic VMpz is SOslow that special precautions must be taken to avert hot-spot
formation and possible strand burn-out.

AC LOSS

Hysteretic and Eddy Current Loss in HTSC/Ag MF Strands

At low temperaturesthe attractivecharacteristicof the HTSC is its high upper critical field.
Since advantage would not be taken of this property in an AC application it is doubtful if
HTSCs would ever replaceLTSCs in such conditions. For this reason we confine our analysis
of AC loss to the high temperatureregime around77 K.

According to the Carr's "anisotropic-continuum" representation of a multifilamentary
superconductor_4the AC loss experienced by a superconducting strand in a transverse magnetic
field consists of two components -- hysteretic (a property of the irreversible superconductor
itself) and eddy current (due to currents circulating around the composite). At low frequencies
of the applied magnetic field the hysteretic component in c.g.s practical units is given by

Qh-- 8x1043rt Lied H,_ Wlcm3 (10)
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where Hmis the amplitude of a sinusoidal field of frequency f. Again at low frequencies the
eddy current component is given by

(2,= 1o-7 H,."f W/cm3 (11)
2 P_a,,

where Lp is the twist pitch and p._m,, is the transverse resistivity of the strand in n_cm (which
in this case we will take to be the matrix (Ag) resistivity). To provide an estimate of the
magnitudes of these quantities to be expected in a typical situation, we imagine fields of
amplitudes, Hm,of up to 800 Oe, to be applied to a series of typical MF strands.

Our basic model MF strand is in the form of a central filament surrounded in succession by
rings of 6, 12, and 18 filaments. A double-stack strand is composed of a six-around-one
bundle of the above, for a total of (1+6+12+18)x7 = 259 filaments. Let strands of 1, 7, 19,
37, and 259 filaments of Jc(0T) = 1.228x104A/cm'-each carry a critical transport current of 10
A. The corresponding filament diameters under these conditions would then be 322, 122, 74,
53, and 20 lain -- a realistic sequence. The Hm-proportional hysteretic power loss would then
be as depicted in Fig. 6.

To model the eddy current loss we equate p± with the 77 K resistivity of oxidized Ag-0.1%A1,
viz. 624.51 n_cm, and assume twist pitches, Lp, of 1, 0.5, and 0.25 cm. The corresponding
eddy current power loss is also depicted in Fig. 6. The maximum possible eddy current loss
occurs when the filaments are all fully coupled. In this case Q_ is equivalent to the hysteretic
loss of a monocore of critical current density Lie equal in diameter, D, to that of the whole
filamentary bundle. Obviously the ratio Q,o_pldQ_,o_o_is just Qcoupl_4_..Represented by the
dashed line in Fig. 6 it places a limit on the magnitude of the low frequency eddy current loss.
The possibility of eddy current loss is most serious in strands with very large numbers of fine
filaments -- e.g. those intended for LTSC accelerator magnet windings. But even in the
present example, for _ = 800 Oe, the ratio of Q,(most strongly coupled) to Qh(finest
filaments) is 94.9/4.2 = 22/1.

I I I I
lo6

/_ (iii)
/ Figure 6. Per-unit-volumeAC lossfor a seriesof

80 - / _ modelMF YBCO/Ag strandsof fixed2.(= 0.5) and
/ Qh Ic (= 10 A), hencefixed SC area,but with filament

(v_ numbers/diametersof: (i) 259/10lain,(ii) 37/26l.tm,
._ 60 (iii) 19/36I.tm,(iv) 7/60 _tm,and (v) 1/158I.tm.

/ Depicted is the hysteretic loss, Qh, and the eddy
/ current loss, _, correspondingto strand twist

40 / pitches,Lp, of (i) 0.25, (ii) 0.5, and (iii) 1 cm.
/ Also shownas a dashedline is the limiting eddyo / current loss, that for a fully coupled strand, equal to

20 Qn.monoco_/_/_..The Qhdataare validfor Hmgreater
(ii)(i) than the full penetrationfields of: (i) 10, (ii) 26,

0 (iii) 36, (iv) 60, and (v) 158Oe.
0 200 400 600 800

Field SweepAmplitude,Hm,Oe
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Twist Pitch, Matrix Resistivity, and Filament-Diameter Considerations

Based on the above physical-propertydata set the ratio QJQh is just 0.7681(Lp'/d.m)Hmwhich
emphasizes the importance of reducing both twist pitch and filament diameter in the
minimization of eddy current loss. For equal loss at Hm = 500 Oe, for example, d,m = 384

Lpcm2. When d = 24 pm this calls for a twist pitch of 0.25 cm. For the strand diameter D =
d_(N/k) = 0.46 mm considered in these examples, this corresponds to a pitch/diameter ratio of
5.5/1 which would be quite tight even for a NbTi/Cu strand. The alternative to reducing Lp is

increasing the matrix resistivity.

If sufficient twist or resistivity cannot be introduced, full electrical advantage cannot be taken

of multi filamentary subdivision, especially since fine filaments often turn out to be
interconnected by "bridges". Nevertheless there are other advantages to be considered: (1)
Reduction of filament diameter aids in HTSC grain alignment. (2) The ductile interfilamentary

matrix with its crack-stopping potential can be expected to contribute a higher strain tolerance
to the finer-filament composite; in which case even bridging may be an advantage.
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ASPECTS OF PASSIVE MAGNETIC LEVITATION BASED
ON HIGH-ToSUPERCONDUCTING YBCO THIN FILMS

P. SchOnhuber*and F. C. Moon
Mechanical and Aerospace Engineering, Cornell University,

Ithaca, NY 14853, USA.

Abstract - Passive magnetic levitation systems reported in the past were mostly confined
to bulk superconducting materials. Here we present fundamental studies on magnetic
levitation employing cylindrical permanent magnets floating above high-To
superconducting YBCO thin films (thickness about 0.3 l,tm). Experiments included free
floating rotating magnets as well as well-established flexible beam methods. By means of
the latter, we investigated levitation and drag force hysteresis as well as magnetic
stiffness properties of the superconductor-magnet arrangement. In the case of vertical
motion of the magnet, characteristic high symmetry of repulsive (approaching) and
attractive (withdrawing) branches of the pronounced force-displacement hysteresis could
be detected. Achievable force levels were low as expected but sufficient for levitation of
permanent magnets. With regard to magnetic stiffness, thin films proved to show
stiffness-force ratios about one order of magnitude higher than bulk materials.

Phenomenological models support the measurements. Regarding the magnetic
hysteresis of the superconductor, the Irie-Yamafuji model was used for solving the
equation of force balance in cylindrical coordinates allowing for a macroscopic
description of the superconductor magnetization. This procedure provided good
agreement with experimental levitation force and stiffness data during vertical motion.
For the case of (lateral) drag force basic qualitative characteristics could be recovered,
too. It is shown, that models based on simple asymmetric magnetization of the
superconductor describe well asymptotic transition of drag forces after the change of the
magnet motion direction. Virgin curves (starting from equilibrium, i.e. symmetric
magnetization) are approximated by a linear approach already reported in literature, only.

This paper shows that basic properties of superconducting thin films allow for
their application to magnetic levitation or - without need of levitation forces, e.g.
microgravity - magnetic damping devices.

*onleavefromTechnicalUniversityVienna,Gusshausstr.27/351,A - 1040Vienna,Austria.
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1. INTRODUCTION

Magnetic levitation and suspension experiments and studies based on either
permanent magnets floating above bulk high-To superconducting materials or
superconducting samples being suspended below magnets, have been reported widely in
the past (for a review see [1]). Several basic properties of these arrangements are
understood quite well, thus enabling a wide range of possible industrial applications of
this new class of materials.

While many efforts are made to further increase important specifications of bulk
superconductor-magnet properties, such as maximum force level, long term stability,
achievable r.p.m., etc., to our knowledge, no levitation experiments have been reported
employing superconducting thin films instead of bulk materials. In this paper we present
fundamental studies of such arrangements. These offer new possibilities for applications
and devices such as microturbine rotors, micromotors and microgyros, and damping
devices in e.g. microgravity environment.

Section 2 gives a short overview of basic properties of superconductor-magnet
arrangements. We report on experiments applying typical representatives of bulk
materials including sintered as well as melt-quenched samples, describe their
characteristic properties and compare the results with those from thin films. In Section 3
we introduce a model of the thin film - permanent magnet interaction which allows for an
interpretation of the experimental data. Highly hysteretic force-displacement relations in
the case of vertical as well as horizontal magnet motion are explained in terms of a
critical-state hysteretic magnetization model of the superconductor. Section 4 deals with
force-creep phenomena, which were observed to considerably impair the usable force
range. However force-creep is not included in the model presented here.

Fig. 1 Cylindrical permanent magnet (diameter 1.2mm) free floating above a
HTSC thin film (10 mm square). Levitation height is about 1mm.

149



35
(a) 350 (b)

30 ! 300

_ -
z z
I= 20 I= 200

• 150
15

o o lOO
u. 10 u.

5O

5 0

0 .................................. -50 ..................................
-1 0 1 2 3 4 5 6 -1 0 1 2 3 4 5 6

Displacement [mm] Displacement [ram]

Fig. 2 Typical vertical force vs. magnet height relation for a bulk superconductor
(PM ... permanent magnet, SC ... superconductor, M ... magnetization, v ...
magnet velocity, F ... vertical force): (a) sintered, (b) melt-quenched sample.

2. SUMMARY OF EXPERIMENTAL DATA AND RESULTS

The free floating permanent magnet
Figure 1 shows a cylindrical permanent magnet free floating above a

superconducting YBCO thin film. Although similar pictures from bulk samples are
highly familiar to a wide public since 1987 and reported in many journals, it is pointed
out, that the experiment shown in Fig. 1 is based on a thin film, the thickness of which is
about 0.3 lam, thus at least 4 up to 5 orders of magnitude below that of bulk material. (In
fact, the picture primarily shows the glass carrier of the film T)On the other hand, typical
values of thin film critical current densities .1c are in the range of 106- 107A/cm 2 in
comparison to 103- 104A/cm2 in bulk superconductors. The magnet could be placed
manually in any arbitrary position within the range of levitation height and resembled a
similar behavior as what is known from bulk material and was described by Brandt as
"embedded in an invisible heap of sand" [2].

Experimental details
Four samples of pulsed laser ablated YBCO thin films on MgO substrate mounted

on glass carriers were provided by the School of Applied and Engineering Physics at
Cornell University and one by NASA Lewis Research Laboratory, respectively. The
sample size was typically 10 mm square and about 0.3 _am thick. For levitation
experiments, a reliable setup, tested and described earlier [3], was used with only minor
modifications for the thin film experiments. With the exception of the demonstration of
the free floating magnet, all experiments were performed with a cylindrical magnet
(3.2 mm height and 3.2 mm diameter) mounted on flexible beams with its magnetic and
geometric axis perpendicular to the film plane.

Comparison between various bulk materials and thin films
Hysteretic force-displacement relations in passive magnetic levitation systems are

caused by irreversible flux motion within the superconductor and are therefore a common
feature in such arrangements. With (weak-pinning) sintered superconducting material,
the vertical motion hysteresis loop is typically restricted to repulsive values during the
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Fig.3 Verticalforce vs. magnetheight (= displacement)above thin film sample:
(a)measured,(b).calculated.

whole approaching and retreat cycle (Fig. 2a). By introducing modem melt-quenched
materials with considerably higher critical current densities, higher force levels can be
reached. At the same time, strongly pinned fluxoids cause a transition to attractive forces
during the retreat cycle, thus enabling suspension (Fig. 2b). This effect proves to be
especially pronounced in the field cooled case. This behavior was predicted on the basis
of theoretical considerations [4]. In addition, it was argued, that the amount of the
attractive region within the hysteresis depends on the amount of the superconductor
volume affected by a sufficiently high magnetic field [5].

The vertical motion hysteresis loop
In the case of the superconducting thin films considered here, the amount of

superconducting volume penetrated by a sufficiently high magnetic field is especially
high, resulting in pronounced attractive regimes and almost symmetric repulsive and
attractive branches of the hysteresis (Fig. 3a). With the 3.2 mm magnet used here, the
range of measurable interaction was about 10 mm. Force vs. displacement (i. e. magnet
height above thin film) was of exponential type (cf. [1]) with maximum force values of
about 4 mN. In contrast to bulk material, the retreat branch exhibited an exponential-type
behavior, too. By performing arbitrary back and forth procedures any point within the
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Fig. 4 Set of force-displacement hysteresis loops for a thinfilm:
(a) measured, (b) calculated.
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Fig. 5 Set of minor loops for stiffness evaluation: (a) measured, (b) calculated.

hysteresis loop received by a monotonic cycle can be reached. A set of hysteresis loops is
shown in Fig. 4a. Here, the reversal point was increased step by step from the film
surface. Regarding minor loops, large amplitude reversals were of irreversible hysteretic
behavior, while reversible loops of considerably small amplitudes (less than 80 Hm,
depending on the respective force level) were used for stiffness evaluation (Fig. 5a).

The lateral motion hysteresis loop
For the lateral motion of the magnet, a behavior was found very similar to that

known from bulk material. A rather steep linear increase of the drag force opposing the
magnet motion direction is followed by a saturating force value. Once the saturation is
reached in one direction, rather symmetric branches result from magnet cycling over a
sufficient large distance in the mm range. Local reversals of the magnet motion direction
yield reversible (or weak hysteretic in the case of high amplitudes, respectively) minor
loops, appropriate for stiffness evaluation of the arrangement (Fig. 6, the above
mentioned initial curve is not shown in the experimental result, Fig. 6a).
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Fig. 6 Lateral force vs. lateral magnet displacement above thin film: (a) measured,
(b) model, normalized to maximum force and displacement, respectively.
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Vertical and lateral magnetic stiffness
By evaluating the re,¢ersible minor loops, thin films were found to have superior

stiffness properties than bulk materials. This is especially true for the vertical motion
case, where thin films approached an order of magnitude higher values than sintered and
melt-quenched bulk samples. This is considered as another consequence of high critical
current densities in thin films. In the lateral motion case the effect was not as pronounced
but still clearly seen (cf. Fig. 8).

3. MODELING OF THE HYSTERESIS LOOPS

Considerable effort in modeling magnetic levitation forces have been reported
(for a review see e. g. [1]). This includes analytical methods to solve the field problem.
Here, certain simplifications, such as the image method, cover type I superconductors
only. But even more sophisticated methods such as those applied by Z. J. Yang et al. [6]
do not take into consideration hysteretic effects. However, keeping in mind that the
pronounced magnetic hysteresis of the superconducting material is one of the basic
features (maybe the most important one) necessary for self-stabilizing passive magnetic
levitation or suspension systems, respectively, we tried to setup a model which is mainly
based on the magnetic hysteresis of the superconductor.

Here we follow arguments outlined in the work of Irie and Yamafuji [7] and
discussed in more detail in [8]. Solving the balance of force equation (based on the
confrontation of Lorentz force and pinning force) formulated for fluxoids yields locally
.varying flux density and magnetization distributions. By averaging out the sample
volume, we get expressions for the superconductor's bulk magnetization [8]. A typical
result is shown in Fig. 7 for cycling in an unipolar field including minor loops. (It is
realized, that the Bean model, Fig. 7a, is included as a special case of the more general
Irie-Yamafuji model, Fig. 7b). With this, the force calculation is performed under the
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C t,-

-0.5 -0.5 ............

0 1 2 3 4 5 6 7 0 1 2 3 4 5 6 7

Magnetic field strength Magnetic field strength

Fig. 7 Calculated magnetic hysteresis of a strong pinning type II superconductor
(normalized to penetration field, see [8]): (a) Bean model, (b) Irie-Yamafuji
model.
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Fig. 8 Magnetic stiffness vs. force for sintered bulk and various thin film samples:
(a) vertical, (b) lateral motion.

assumption of a dipole-like magnetic field. Figs. 3b - 5b show respective results of the
calculation, simulating similar conditions as in the experiments (Figs. 3a - 5a). Calculated
stiffness values taken from minor loops in Fig. 6a proved to be in reasonable accordance
to measured results (Fig. 8).

For the case of lateral magnet motion, the modeling process is based on an
assumed asymmetric magnetization of the superconductor only. The averaging process
over the locally varying magnetization is restricted to each of the two halves, one facing
the magnets motion direction and the other averting it. An obvious shortcut is the neglect
of the actual field distribution. In spite of the ad-hoc nature of this model, some basic
qualitative features can be reproduced in the simulation (Fig. 6).

4. FORCE-CREEP PHENOMENA

In contrast to bulk material, the levitation with thin film specimens showed
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Fig. 9 Force creep during 650 s in maximum force-displacement hysteresis loop in
(a) approaching (P1->P2)and (b) retreat (P3->P4) branch.

154



2.5 100

_._ P1 _ []

2.0 __.[. >_ 80 +

o

1.5 .=:: 60 n o_+oo
_) P2 _ AXA

1,0 o_. 40 ,,. x
0 _ xx

LI. _ X X
0.5 o 20 xo

I,,t..

0.0 , , , , , , ,,, , , A ..... 0

10 100 1000 0 20 40 60 80 100

Time [s] Force level (% of max. force)

Fig. l0 Force vs. time during creep-phase Fig. 11 Percent of remaining force
shownin Fig.9a. (after creep) vs. initial force
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considerable force-relaxation with time, the amount of which significantly reduced the
practical usable force range. As a typical result, Fig. 9 shows the force history after
stopping the magnet at a point P1. The linear relation of simultaneously decreasing force
and magnet height reflects the beam characteristics and is therefore found to be rather
independent of the force level (as long as the force-deflection relation of the beam is
linear). A force reduction by about 65% during 650 s lead to a rather stable force level P2
thereafter. By inspection of the course of time of the force (Fig. 10) a strikingly
pronounced rather steep initial creep phase followed by several discontinuities and jumps
can be observed. As preliminary experiments indicated, such jumps could be produced by
external sources such as slightly tapping on the experimental setup. However, although
utmost care was taken during the experiments (including the use of a low-stiffness, high-
mass table) we could not completely avoid the occurrence of such jumps. They are,
therefore, considered to be possibly characteristic for the creep process in the thin films.
Fig. 11 shows data concerning the amount of force-creep related to the respective force.
From that, a moderate scattering of the amount of creep can be seen.

Improvements of thin film materials such as implementing additional pinning
centers may be able to reduce force creep. However possible applications are still to be
expected in the low-mass range or where gravity is low e.g., in microgravity environment
and magnetic damping is required.

5. CONCLUSIONS

The following conclusions can be drawn from this work:

(a) High-Tc superconducting YBCO thin films can successfully be used for magnetic
levitation. This includes free floating cylindrical magnets as well as samples fixed
to elastic beams for precise deflection measurements.
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(b) Highly symmetric force-displacement hysteresis loops with respect to (repulsive)
approaching and (attractive) retreat curves, the latter giving rise to suspension
systems, are found to be characteristic for thin film-magnet arrangements
described here.

(c) Application of the critical state Irie-Yamafuji-model provides reasonably good
simulation data for the force-displacement behavior. Further improvement can be
expected from the application of appropriate oblate spherical geometry instead of
simple cylindrical one used here.

(d) Simulation of lateral drag force hysteresis, based on asymmetric macroscopic
magnetization of the superconductor, exhibits basic features observed
experimentally. However more refined models will be necessary for detailed
studies including quantitative predictions of achievable force values.

(e) With the thin film samples used in this study, a pronounced force-creep effect was
observable, thus considerably reducing the usable force range. Uncertainties arise
from a distinct scattering of the amount of creep. However stiffness properties
were not affected by the creep phenomenon. Material processing techniques may
be possible to minimize this creep effect.
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Abstract - World Congress 1994

Hybrid superconductor magnet bearings (HSMBs) utilize high
temperature superconductors (HTSs) together with permanent magnets
to form a frictionless interface between relatively rotating parts. They
are low mass, stable, and do not incur expenditure of energy during
normal operation. There is no direct physical contact between rotor and
stator, and hence there is no wear and tear. However, just as any other
applications of HTSs, it requires a very cold temperature to function.
Whereas this might be perceived as a disadvantage on earth, it is of no
great concern in space or on the moon. To astronomers, the moon is an
excellent site for an observatory, but the cold and dusty vacuum
environment on the moon precludes the use of mechanical bearings on
the telescope mounts. Furthermore, drive mechanisms with very fine
steps, and hence bearings with extremely low friction are needed to track
star from the moon, because the moon rotates very slowly. All aspects
considered, the HSMB is about the only candidate that fits in naturally.
Here, we present a design for one such bearing, capable of supporting a
telescope that weighs about 3 lbs on earth.
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Abstract
Progress in trapped field magnets is reported. Single YBCO grains with

diameters of 2 cm are made in production quantities, while 3 cm, 4 1/2 cm and 6 cm
diameters are being explored. For single grain tiles: Jc ~ 10,000 AJcm2 for melt textured
grains; Jc - 40,000 A/cm2 for light ion irradiation; and Jc ~ 85,000 A/cm2 for heavy ion
irradiation. Using 2 cm diameter tiles bombarded by light ions, we have fabricated a
mini-magnet which trapped 2.25 Tesla at 77K, and 5.3 Tesla at 65K. A previous
generation of tiles, 1 cm x 1 cm, was used to trap 7.0 Tesla at 55K. Unirradiated 2.0 cm
tiles were used to provide 8 magnets for an axial gap generator, in a collaborative
experiment with Emerson Electric Co. This generator delivered 100 Watts to a resistive
load, at 2265 rpm. In this experiment activation of the TFMs was accomplished by a
current pulse of 15 ms duration. Tiles have also been studied for application as a
bumper-tether system for the soft docking of spacecraft. A method for optimizing tether
forces, and mechanisms of energy dissipation are discussed. A bus bar was constructed
by welding three crystals while melt-texturing, such that their a,b planes were parallel and
interleaved. The bus bar, of area - 2 cm2, carried a transport current of 1000 amps, the
limit of the testing equipment available.

I_ Introduction

Our research group has worked to develop trapped field magnets (TFM), made of
high temperature superconductor (HTS), since about January of 1988. We will report
here progress on TFM since the Third World Congress on Superconductivity in Munich
Germany, in 1993 (WCS III)(1). We will also report progress on certain applications
since WCS HI. Progress prior to that date is reported in Ref. 1, and in citations therein.

Models of the persistent current flow within a TFM(2-5)show that the maximum
trappable field, Bt,max,is given approximately by

Bt,I,._x ,,_JJ(d) Eq. 1

where Jc is the critical current, d is the diameter of the contiguous current carrying region
(a so-called grain, or tile), and f(d) is a complicated monotonically increasing function of
d. For example in the present range of interest (but not in general), f(d) - d1/2. A number
of analyses of trapped field magnets in the literature assume incorrect variations of Eq. 1.
These lead to disagreements with data, which are then erroneously attributed to TFM
properties.
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Guided by Eq. 1 our major efforts are directed to: (a) increase Jc; (b) increase d.
In addition, we study basic properties of pinning centers to reduce creep. Our studies of
creep will be reported elsewhere.

1I Improvements in Grain Diameter

At WCS III we reported a grain diameter of just over 2 cm. This had been
achieved in exploratory experiments, not in regular production. In fact, the yield of
usable TFMs, per processed ingot of YBa2Cu307 (Y123), was only circa 15%.

At present two cm grains of Y123 are regularly produced. The yield of usable
TFMs of 2 cm size, per processed unit of Y123, is now about 95%. In addition, tiles of
3.0, 4.5 and 6.2 cm have been produced on an exploratory basis. Also, using the same
techniques, we produce 6 cm x 2 cm x 2 cm bus bars. These will be discussed in Sec. VI.

The tiles, or grains, reported at WCS III were produced by the melt-texture (MT)
process.(6) The larger tiles now produced reliably were achieved by (a) optimization of
the MT temperature profile (b) addition of circa 1% Pt, to control the shape of Y2BaCuO5
(Y211) inclusions in the Y123 tile, (c) the use of SmBa2Cu307 (SM123) seeds, to initiate
predominantly single grain structure, and (d) the use of Y211 platforms, on which the
Y123 rests, which absorb excess Cu-Ba liquid formed during the process.

The single grain structure of
the melt-textured tiles can be
determined by measuring the trapped '®_
magnetic field, e.g., across the face
of the tile, and comparing to ,_
theory.(4,5) An example of this is
shown in Fig. 1. For this type of ,_ _.
analysis an automated field scanning =
device is used.(4)

At the time of WCS III, the _ '_
trapped field routinely achieved in a _.
single tile, prior to irradiation, was

-1,500 Gauss (l), and was -5,000 o.
Gauss after irradiation. (The
exploratory tile with d- 2 cm trapped
2,200 G prior to irradiation.) At .2°°°.
present, routine 2cm tiles trap 4300- .,o ., 0 , 1o
4500 G prior to irradiation, and over x (ram)
12,000G after irradiation.

Fig. 1. Trapped field vs. position along the diameter
of a single 2 cm grain of Y123. Lower points are
before,andupperpointsareafterp+bombardment.
SolidcurvesarethetheoryofRefs.4,5.
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HI. Improvement in Jc

Jc is determined in part by the quality of the melt-textured grain, especially by the
absence of weak links. For a good MT grain of Y123, Jc = 8-10,000 A/cm2.

Jc is also dependent upon the presence of pinning centers, which are small
diameter regions of poor superconductivity within the tile. We have used Y211, finely
divided, to introduce chemical pinning centers, and increase Jc(1). This showed some
success and increased Jc to 10-13,000A/cm2. We have also used bombardment by light
ions (protons and He) to damage the Y123 crystals and increase Jc(7). This increases Jc
markedly, to ~40,000A/cm2.

We are presently pursuing a technique(7,8)which permits production of columnar
pinning centers in MT Y123. There is strong evidence(9) that columnar pinning centers
(a) result in higher Jc, particularly at higher temperatures (e.g. 77K); and (b) increase the
irreversibility line, thus allowing the production, ultimately, of higher Btrap. Increases of
Jc by a factor of 3, and irreversibility fields by a factor of 2 have been reported at 77K.(9)

Most methods used to produce columnar pinning centers are unable to produce
large scale devices. For example, Ref. 9 utilized 580 MeV Sn ions to cause such defects.
However, such ions have a range of only 20_tmin Y123.

In order to produce columnar defects in larger scale devices we have developed a
method in which the Y123 is seeded with U 235 and then irradiated with thermal neutrons,
n"t- The n°t induce fission in the U235

nt +U235--) fl + f2 + n°s Eq. 2

The total energy of the fission fragments is circa 200 MeV, and their range is - 201.tm.
The average Zr - 46, close to the value for tin, for which Z = 50.

The U 235 seeding can be made uniform over large volumes, and the n°t penetrates
to large distances. Thus a uniform volume distribution of columnar centers can be
achieved.

The U235 must be dispersed in MT Y123 such that the spacing between U235
globules is <20l.tm. Also, the U235globules themselves must be << 6lam in diameter, so
that they do not self absorb the fission fragments. Fig. 2 shows the U distribution
actually achieved. Fig. 3 shows results of the first test of this U235/n method. In this
experiment Jc = 85,000 AJcm2 was achieved. This is twice the Jc achieved by our proton
or helium bombardments. (1,7)

The U/n method is inhibited by the effect that U addition has on the formation of
good quality melt-textured Y123 grains. Addition of U beyond about 0.5% by weight
degrades the melt texturing.(7, 8) In our initial experiments, depleted U was used, in
which only 0.4% of U235 remained. The amount of U needed, in order to provide
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sufficient U235,prevented us from exploring the maximum Jc achievable by this method.
At present we are experimenting instead with 95% enriched U235. Using enriched U235
in place of the depleted U, reduces the mass of U needed, at a given fluence, by a factor
of over 200. Present experiments seek an optimum for fluence x mass of U235,in order
to maximize Jc.
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5oooo _ 0.6%U03

70000
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E eoooo
0

"'o 50000 _-

40000

30000

20000 r _ T _1 r _ ...... I ........
016 1017 1018 0

Fiuence (neutrons/cm=)

Fig. 2. Top: SEM microgmph of MT Y123 Fig. 3. Top: Effect of n°t bombardment of
plus 0.6% depleted uranium. Bottom: Y123 lus 0.6% depleted uranium.
Same as top aftercareful U dispersion. Bottom: control sample.

IV. Temperature Dependence

At the time of WCS III, we had strong evidence of a rapid increase in Bt,max as T
was decreased.(10,11) Such an increase is expected from Eq. 1 and the fact that Jc
generally increases as T decreases. A study of Jc vs. T for unirradiated melt-textured
Y123 was done on small samples,(12) utilizing a vibrating sample magnetometer (VSM).
Generally VSMs have small activation regions, and cannot analyze samples larger than a
few millimeters. For T<65, the result of our tests was an excellent fit to the equation

J,.(T) = J,.(65K) x (Tc - T I Tc - 65)z Eq. 3

Fig. 4 shows these results. A sample produced by Murakami, at ISTEC(13) by the
MPMG method is shown for comparison. It exhibits the same Jc(T) dependence, albeit
with Jc about a factor of 2 lower. From Eq. 3 and Eq. 1 we conclude that B t should have
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the same temperature dependence as given in Eq. 3, at least for unirradiated Y123. We
will consider irradiated Y123 next.

V. Mini-Magnets

We fabricate mini-magnets from a collection of single tiles. Two such magnets
were each fabricated from 6 irradiated tiles, ~ 1.2 cm x 1.2 cm x 0.3 cm. In order to test
whether Eq. 3 applies to irradiated tiles as well as non-irradiated tiles, these mini-magnets
were tested at various temperatures.(8) Fig. 5 shows the results. The solid curve, which
fits the data reasonably well, is calculated from Eq. 3. Thus, at least for T>55K, Eq. 3
also applies to fabrications made from tiles irradiated by light ions.

Note in Fig. 5 that the trapped field observed is circa 1.5 Tesla at 77K(11),4.0T at
65K(8) and 7.0T at 55K(8). The latter two measurements were record trapped fields,
eclipsing the record of 2.3T at 4K, set at Stanford in 1977(15). Fig. 6 shows the activation
curve taken at 55K, in which 7T is trapped. Fig. 7 shows more recent results on a mini-
magnet made of 2 cm diameter tiles irradiated by protons. Here 2.3 T is achieved at 77K,
and 5.3 T at 65K. We expect this generation of tiles to exceed Bt,max= 10T at 55K in
tests which are in progress.

Fig. 4. Jc 1/2vs. T, at various fiel&s,measured Fig. 5. Btrap vs. T for 2 mini-magnets,
by VSM on non-irradiated Y123. Top line: normalized at 65K. Solid line is from
IBPD/TCSUH sample. Lower line is ISTEC fit of Fig. 4.
sample of Ref. 13.

VI. Bus Bar

We developed a technique to weld-while-texturing which allows a number of tiles to be
welded into a single grain. Using this, we welded 3 tiles together, each 2 x 2 x 1 cm3.
From the trapped field we estimate that this bus bar, 6 cm long, will carry a transport
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Fig. 6. B t vs. applied field, Ba, at 55K for 6-tile Fig. 7. B t vs. Ba for 2-tile mini-magnet.
mini-magnet. At each point the Y123 is field Data as in Fig. 6. Tiles have area ~ 3.1cm 2-
cooled at the value of Ba shown. Tiles have
area- 1cm 2.

current of 2000 A at 77K. In order to experimentally test the transport current in the bus
bar, silver leads were epoxied to the Y123, using silver epoxy. The transport current for
this device was tested in the laboratory of Kamel Salama(15). The bar successfully
carried 1000A of transport current, which is the maximum for which the lab can test.

In principal this technique will work for bus bars of length up to 40 cm, made
with our present equipment.

VII. Generator

Fig. 8 is a schematic of a generator run in collaboration with Emerson Electric
Co.(16) The rotor has 8 iron posts on which 8 TFMs were mounted, each 2 cm diameter.
The stator of the generator is composed of copper wire, run at 77K. The copper is wound
in an 8-pole, 3-phase configuration. The rotor was motor driven, and the generator output
went to a three-phase variable resistive load.

In two separate runs the TFMs were (a) field cooled, and (b) zero field cooled. In
the first case the TFMs were cooled in an applied field provided by constant current
through the stator wires. Current, and therefore fields, were limited by the desire to avoid
burning the stator insulation. The TFMs did not limit the field. Activating fields of
<2500 Gauss, limited by armature heating, resulted in TFM fields of ~ 1800 G. In the
second case the TFMs were cooled at zero field, and then a 15 ms pulse of current was
put through the stator. This produced an activating field of - 5000 G, which resulted in a
trapped field of -2600 G. This is still less than the 3500-4000 G those particular TFMs
could trap. Higher ZFC fields can be obtained with higher pulsed voltage (until inter-
wire arcing occurs on the stator).
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The generator was run at a large variety of speeds up to 2265 rpm, and supplied
up to 100Watts(16)to the load.

We had previously used the configuration of Fig. 8 as a motor.(1,17) The motor,
run with an earlier generation of tiles - 1 cm x 1 cm x 0.3 cm, achieved an output of 19
Watts.(17)

Fig. 8. Schematic of Emerson Electric/ Fig. 9. Force tiN)vs. distance (ram) for
TCSUH motor. Top: view of rotor, with Ba/Bt,max= 0.67 (top); 1.39 (middle;
1" diam. iron rods. Bottom: Side view of 2.74 bottom.
rotor, statorand cryostat.

VIII. Bumper/Tether

Assume a TFM is cooled in zero field and therefore has no trapped field. Assume
that a ferromagnet is then brought close to the TFM. As the magnet approaches, the
superconductor first acts like a mirror image of the approaching ferromagnet, and repels
it. If the approaching ferromagnet has momentum it will continue to approach the
superconductor until it is stopped by the repelling force. It then continues to be repelled,
and accelerates in the reverse direction. Sig Fig. 9.

The nature of the current is possibly best understood by the Bean model.(2) After
such a collision, as the magnet and TFM separate, an attractive force develops at some
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distance. This cycle is shown in Fig. 9. The detailed behavior of the repulsion/attraction
depends upon the ratio of the ferromagnet field, BFe,to Bt,maxof the TFM. Fig. 9 shows
three cases, with varying BFe/Bt,max.The largest tethering force occurs for BFe/Bt,max>
2, after which FTether/FBumper~ constant.
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mm From Magnet Face

Fig. 10. Velocitydependenceof bumper/ Fig. 11. Decay(creep)of force(circles)
tetherforceover4 ordersof magnitudein v. followingrapidapproach.

Because of the force pattern shown in Fig. 9, an array of TFMs can act first as a
collision softener and then as a tether. If two spacecraft are approaching, and one has a
ferro or electromagnet at the bow, while the other has an array of Y123 TFMs, forces of
several tons are achievable for arrays of modest size. We believe that such an array can
be a valuable backup to an aerospace docking system.

We have explored such a system to learn its characteristics. One such
characteristic is that the repulsive force is velocity dependent. This effect is shown in
Fig. 10. The basic source of this velocity dependence is creep. Fig. 11 shows the creep,
as it effects the force, following a "sudden" collision (which took place in tenths of a
second). The repelling force, as a function of time, is essentially a straight line when
plotted vs. log t as is expected for creep. For low velocities, the creep reduces FBumperin
the time it takes for the separation to decrease. The force is thus larger for higher relative
velocities, which is desirable.

By studying the energy stored in the magnetic field of the TFM after the collision,
and the energy losses to creep, we have thus far accounted for about 85% of the energy of
the collision. The time dependence of the conversion of some of this energy to heat is
used to place constraints on the cooling system for the TFM in the bumper/tether system.

This test also provides an alternate method to study creep at relatively short times.
When creep is studied by using an electromagnet to activate a TFM, it is difficult to study
creep at times t < 1 min. The collision study described above permits observation of
creep to -0.1 second. Pulsed coils are needed to probe still shorter times. Creep can, of
course, also be studied by, e.g., the method of VSM.
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THE SUPERCONDUCTING MHD-PROPELLED SHIP YAMATO-I

YOHEI SASAKAWA, Chairman, YAMATO Project Committee,
Ship & Ocean Foundation

SETSUO TAKEZAWA. Ship & Ocean Foundation
YOSHINORI SUGAWARA, Ship & Ocean Foundation
YOSHIHIRO KYOTANI, Ship & Ocean Foundation

YAM!T0-1runningintheharborof gobe

i. Introduction
In 1985 the Ship & Ocean Foundation (SOF) created a committee
under the chairmanship of Mr. Yohei Sasakawa, Former President of
the Ship & Ocean Foundation, and began researches into
superconducting magnetohydrodynamic (MHD) ship propulsion. In
1989 SOF set to construction of a experimental ship on the basis
of theoretical and experimental researches pursued until then.
The experlmenhal ship named YAMATO-I became the world's first
superconducting MHD-propelled ship on her trial runs in June
1992.

This paper describes the outline of the YAMATO-I and sea trial
test results.



2. The YAMATO-1 project

In the first year of the project (1985), we gathered information
on superconducting magnets and cryogenic technology to gain a
clear picture of superconductivity applications, and worked out
an action plan. Model ship thrusters were designed to
incorporate saddle-shaped superconducting coils made of NbTi
wire. In 1986 the best people from industry joined us to work on
this project. At the Tsukuba Institute, researchers performed
tests and experiments by use of model thrusters having the basic
structure shown in Fig. i, to look into MHD thruster's
performance and characteristics as a hydraulic device, and
pressure increase of seawater in the thruster ducts7 propulsion
characteristics and the interaction between the hull and
thrusters were examined by using model ships.

Lorentz

force
Current

Magnetic flux

[Fleming's left hand rule I

Magnetic flux

Sea water

Electrode

Superconductin{
coil

Current Elec.

SourceElec.
source

Fig.l Principle and Basic structure of
MHDthruster

In 1988 the experimental ship thruster was designed according to
the particulars shown in Table 1 so as to have a shielding-free
structure which can minimize magnetic leakage by accommodating
six superconducting coil units in a single cryostat (Fig. 2).
Construction of a experimental ship featuring a streamlined
hullform (Fig. 3) began in the wake of the manufacture of twin
thrusters, and the experimental ship YAMATO-I was completed at
the end of 1991. Table 2 summarizes the YAMATO-I project in
chronological order. Photo 1 is the YAMATO-I under fitting work.
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Table 1 Basic particulars of the MHD thruster

•Compound magnetic flux _J 4800 ,1

density at center 4 Tesla _!t'_ 4500 _ ,
•Electrode current(normal) 2,000 A _t_F_ / _---_----_T_,

•Thrust 4,000 N/set _r_25_00

•Weight 18 Ton/set _'--3200__. . . __j.__ _

_.--A' "----'--_" _

!
Cryostat Electrode Seawater

duct

Fig.2 Basic structure of _HD thruster

Side view Front view

Aft view
I

Fig.3 tlull form for YANATO-1



Table 2 The YAMATO-1 project

Table 3 Principal particlars of YAiYb_TO-I1985 -Study on the present state
of cryogenenic technology

-Researches into MHD thrusters
to work out the basic plan _ Length overall 30m

_ Length between perpendiculars 26.4m
1986 -Researches into hull forms ¢ g Breadth(moulded) i0.39m

and MHD propulsion systems _ E•_ Depth(max.) 3 69m• Manufature of superconducting _ _
MHD thruster for experimetal _ _ Draft(max.) 2.69m

Displacement 185ton
purposes _ _ (including water in the ducts)

1987 -Self-Propulsion experiments by Speed abt. 8kts
use of an internal magnetic (at Lorentz force 16,00ON)
fieled type model ship Material of the hull Aluminium

•Manufacture of a large-sized ---- Number of person i0 including 3 crewsuperconducting MHD thruster
and characteristic tests

•Designning of superconducting
MHD thrusters for use in the
experimental ship

1988 .Designning of the exp. ship m
• Manufature of superconducting --

MHD thrusters for use in the
experimental ship

1989 .Construction of the hull of
experimental ship

• Assembly of superconducting ._
MHD thrusters _ =

1990 .Christening of YANATO1 _ _
• Assembly of superconducting _ =

MHD thrusters and performance _ _ a_tests on land

1991 .Manufacture of ancillary o
equipment _ _

• Installation of the thrusters =
and ancillarv equipment

1992 -AdJustment of inboard
equipment and appararus

• Sea trials and evaluation
tests

Photo 2 _heel house equipment of Y_MATO1

3. The YAMATO-I
3-i. Hull
The unique hullform accounts for the experimental ship's
remarkable sea keeping ability and course keeping ability a
monohull having a pod on each side of the afterbody to
accommodate a thruster. The ship's principal particulars and the
arrangement of main equipment are shown in Table 3 and Fig. 4,
respectively.
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Engune room
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L t./ MHOthrust

MHD thruster

Upper deck plan

![re_ [.i.,....;._ _ I'_hee]'h'ouse',,,Measuring r::rn

Fig.4 The general arrangement of YAH_TO-1

The YAMATO-I consists of a wheelhouse and a power-supply room and
a machinery room, which are partitioned from one another by
bulkheads. In the wheelhouse are steering equipment and space
for ten persons including crew. Among the wheelhouse equipment
are a sheering console in front and a control/surveillance
console on the starboard side (Photo 2). Two electrode power

supply units to electrify the thrusters are housed in the power-
supply room where measuring instruments are stored in racks on
the port side. Main generators, two in number, are installed in
the middle of the machinery room where there are an auxiliary
generator and a compressor on the starboard side, whilst
ancillary equipment for the main generators on the port side.
The thrusters are accommodated in the pods be!ow water line. The
hull is made of anticorrosive aluminum alloy to make the ship
light in weight and magnetic-resistant.

3-2. Superconducting MHD thrusters
The superconducting MHD propulsion system for use in the YAMATO-I
consists of :
a. Superconducting MHD thrusters (superconducting coils,

cryostats, electrodes, etc.)
b. Cooling/refrigerating equipment
c. Land-based energizing power-supply units

d. Onboard electrode power-supply units
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Refrigerators to reliquefy helium evaporated on account of heat

intrusion are mounted on board, whilst a large-sized cooling

equipment for initial cooling of superconducting coils is
installed on shore to reduce the ship weight and to make the
thrusters compact. Once energized, superconducting magnets can
be used in permanent current mode; therefore, the energizing
power-supply units need not be carried aboard either. Fig. 5 is
the conceptual diagram of the YAMATO-I's propulsion system.

SUPPORTING FACILITY FACILITY ONBOARD
ON LAND

Ourrent breaker

Refrigerater

I Re[r iKerat°r _--_# l I [ kC 0..... tor I

illl" ,AC'DC Converter

. . .

pcs

Superconducting MHD thruster

Fig.5 A schematic diagram of the total system

of the YAHATO-I

NbTi wire is wound into a superconducting coil, which is of

double-layered structure and cooled by being immersed in liquid

helium; coil collars and vacuum vessels are made of aluminum
alloy for the purpose of weight reduction; helium containers to
accommodate superconducting coils are made of stainless steel
which is widely adopted as a cryogenic material. Table 4 shows
the specifications of the thruster, and Fig. 6 its dimensions.
Fig. 7 is a cut-away view of the thruster, and Photo 3 the
completed thruster.

The YAMATO's duct system per thruster consists of: an intake, a
manifold or the portion branched into six tubes; the thruster
tube, and another manifold or the portion where the six tubes are
integrated into a single duct, which ends in a jet nozzle (Fig.
8).
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Fig.6 PrincipaI dimensions of the MIlDthruster
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Table 4 Principal particlars of MHDthruster

Magnet ! (port) _lagnetl (starboard)

Coil(unit)

-Coil shape Doub]e shell type dipole

•Cable material Nb.Ti

-Copper ratio 1.3 1.0

•Dia.of inner dia. 360 mm¢
winding

outer dia. 405 mm_ 401 mm¢

•Straight section
length 3,000 mm 2,950 mm

Coil(Fully asselbled six eoils)

.Assembly circle
dis. 1,050 mm

I
Inductance 3.3 H 3.7 It

Stored energy. 23.0 MJ 20.0 MJ

j unit six coil unit six coil
|

-Field strength [
at bore center 3.5 T 4.0 T 3.5 T 4.0 T

.Maximum field
on superconductor 5.5 T 5.9 T

4,580 A 3,770 A 3,960 k i 3,210 A" Ope_tlon current
T

.Weight(with cryostat) _ 18.0 ton 15.8 ton
1

(starboard

Photo 3 a Outside vie_ of the NtD thruster Photo 3 b Outside vie_+of the _IlIDthruster

Superconducting MHD thruster1

[wk Six joining / Six branching
--' " " ' _ ' ' t_.k.

+zz. • 0 7't 7'0 2700 400

Fig.8 Configuration of the duct system
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4. The results of sea trials
On January 27, 1991, the YAMATO-I was put into the water. The
YAMATO-I underwent mooring tests and bollard-pull tests in
preparation for sea running tests. In bollard-pull tests, the
ship was moored to a bollard by use of rope furnished with a
tension meter (Fig. 9)j generated thrust was calculated from
measurements of towing force and pressure inside the ducts. Fig.
i0 shows the measurements. At a constant magnetic field density,
towing force increases in proportion to electrode current.
Towing force is larger than thrust. This is due to pressure
distribution around the hull, which is different from that in
case of navigation: a phenomenon recognized likewise for tugboats
at work. Photo 4 is the YAMATO-I under bollard-pull tests.

Kobe harbir
No 6 pzer

be %__

Load cell.\_j'JJ 800 o

Bbollard_-_" (_.t,r Deptb:_bt. i0 m) =

700

NHI Kobe. 600
Supportig facility

o_

Fig.9 Bo] ared pull test arrangement _ 500 .-.

0

400

M 300 JbO
500 '_

_,___ .... 200 400o
:-:.,-_,- • . ,_ 300

.- Electric o

" - - - , i00 ,eo_duotlvlty._200
3.64(I/Qm)

. . 32(I/o_) - 100 o
o

: " .... I ]
• 0 0 ._

- - 0 500 1000 1500 2000
Electric current per unit, Js(A)

• Fig. 10 Result of the bollared pull test
.£. °

Photo 4 Y_1td!_TO-1at the bollared pull test
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Sea running tests started from June 16, 1992. Fig. ii shows the
ship's speed at a magnetic flux density of 1.0 Tesla, 1.5 Tesla,
and 2.0 Tesla, respectively. Fig. 12 shows ship's speed at
magnetic flux density of 1 through 4 Tesla and electrode current
2,000 A. Speed trial was performed at magnetic flux density of
up to 2 Tesla, while mooring test at magnetic flux density of up
to 3 Tesla; ship's speed at 4 Tesla was extrapolated to be some
7.5 knots from measurements at 1 to 3 Tesla; ship's speed of 5.3
knots in case of 2 Tesla. Photo 5 shows the YAMATO-I's sea
runn ng test in the harbor of Kobe.

?0-
B=2.0 Tesla

z_ B=l.5 Tesla

6 0 - _ B=l.O Tesla I0.0 --

5 0-

-_ _< -" (7 5kt)

v v .
6kt)

c_ i /(4. 6kt)
U9 C_ /

"-- /(3. 6kt)

_2.0
_'_ Electric curent per

i . 0 - /" unit duct,Js-_2,0OOA

0 I i [ J

0 i I i i i i 2 3 4
500 ]000 !500 2000 2500 h{agnetic flux density. B(TesIa)

Electric current per unit duct,Js(k) Fig.]2 [_esult of speed trials(2)
Fig.!] Result of speed trials(l)

Photo 5 YAHATO-1running in the harbor of KObe

5. Conclusion
Superconducting MHD ship propulsion has just come out of
laboratory, unable to vie in propulsion efficiency with ships
using conventional modes of propulsion. Further R&D efforts are
required to put the innovative propulsion system to practical
use. Nonetheless, the YAMATO has proved that superconducting MHD
ship propulsion, which was long considered impossible on account
of structural problems involved and enormous weight of
superconducting coils, could be practicable.
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ELECTRICFIELDEFFECTIN SUPERCONDUCTOR-FERROELECTRI0
STRUCTURES

V.V.Lemanov

A.F.IoffePhyslcal-TechnicalInstitute,
26 Polytechnlcheskayast.,194021St.Petersburg,Russla

Electric field effect (the E-effect)in superconductorshas been
studied since 1960 when Glover and Sherlll [I] published their
resultson a shiftof the criticaltemperatureTc about 0.1inKin Sn
and In thin filmsunder the actionof the fieldE=300kV/cm.
Stadler [2] was the first to study the effect of spontaneous
polarizationof ferroelectrlcsubstrateon the electricproperties
of superconductors.Heobservedthat the reversalof polarizationof
TGS substrateunder action of external electric field in Sn-TGS
structuresinduced the Tc shift in Sn about 1.3 inK.Since in this
case the effectis determinednot by the electricfield but by the
spontaneouspolarlzatlon,wemay call this effectthe P-effect.

High-Tcsuperconductorsopenedthe new possibilitiesto studythe
E- and P-effectsdue to low charge carrierdenslty,ascomparedto
conventional superconductors,andto anomalously small coherence
length.Experimentsin this field began in many laboratories(see
Refs.3and 4 and the referencescited therein)but a breakthrough
was made in Ref.5where a shiftin Tc by GO mE was observedin YBCO
thin films.Muchhigher effectswere observedin subsequentstudies
[3,4].The first experiments on the P-effect in hlgh-Tc
superconductorswere reportedin Refs.6,7.

In this reportwe shallgive a shortdescriptionof studyon the
P-effectin hlgh-Tcsuperconductors.

In Fig.1a typicalstructurefor studyof the P-effectis shown.
There is a number of advantagesof the P-effectas comparedto

the E-effect[7],in particular,the surfacechargedensitydue to the
spontaneouspolarizationin ferroelectrlcscan be significantly
larger than the charge density induced by the electric fieldordinary dielectrlcs.In the case of superconductor-dielectrl_
structurewith capacitanceC the densityof surface chargeinduced
by the gate voltageVg is givenby

Q(E)=CVG= SdVG/4E1d = SdE/4% (I)

and the changeof the sheetdensityof chargecarriersis

Ansh(E)=Q(E)/e= SdE/4xe (2)

Here sd and id are dielectricconstantand thicknessof dielectric
layer,respectlvely.

In the case of ferroelectrlclayerwith polarizationP one has

Q(P) = P , _Ansh(P)=P/e (3)
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OnecanrewriteEqs.2and3 in themoreconvenientform

Ansh(E)=5.5 105SdE (2a)
Ansh(P)=6.2 1018P (3a)

.% --2 •whereAnshIs In ,Jm ,Eis in V/cmandP Is in C/cm2
For the ratio of carrierssheet densitycange in the P- and

E-effectswe have

Ansh(P)/Ansh(E)= 4_P/SdE= 1.11013(P/sdE) (4)

If we take the spontaneouspolarizationfop ferroelectrlc
perovsklteP= 10-4 C/cm2 ( which seems to be the maximum
experimentallyobservedvalue)and supposethatdielectriclayerhas
dielectricconstantSd = 100,thentheE-effectwlllbe equalto the
P-effectonlyin the electricfieldE = I.I 107 V/cm.ThlsvalueIs
farbeyondthebreakdownfieldvaluesfordielectriclayers.

The othercharacterlstlc,veryimportantin thestudyof theE-and
P-effects,lsthe Thomas-Fermlscreeninglengthwhichdescribesthescreeningof theelectric fieldor polarl_atlonby chargecarriers
inmetalsor degeneratesemiconductors.ThescreeninglengthIs given
by

IT.F.=(SEF/6_ne2 )I/2 (5)
or

IT.F.=6.1 102 (SEF/n)I/2 (5a)

where_ Is the dielectricconstantof a superconductor,EF Is the
Fermienergy,andn Is the volumecarrierdensity.InEq.GaIT.F.is

in cm,EF Is in eV,andn is in cm-3.
For YBCOusingEq.5aand the appropriatevaluesof parameterswe
haveas an upperlimitIT.F.= I nm.
The changeof sheetdensityin a superconductorunderactionof
electricfieldorpolarizationis distributedalongthlslengthand
for the totalrelativechangeof volumecarrierdensityin the
superconductorthinfllmof thicknessIT.F.we have

An/n= Ansh/iT.F.n (6)

For the fllmthicknessis largerthanIT.F.the changeof sheet
densityshouldbe referredto the thicknessis.If the fllm
resistanceIs completelydeterminedby thecarrierdensitythenone
obtains

AR/R= _nsh/lsn (7)
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If we take is= 100 nm, n= 4 10 cm and P= 7 10 C/cm

then we have AR/R= 10-2 ,that is the switching of polarization In a
ferroelectric from +P to -P should give the chaflgein resistance
in an adjacent superconductor fllm about 2_ .If the critical
temperature Tc of the superconductor is also proportional to the
carrier denslty,then one should observe the Tc shift also by 2% .

The change of charge carrier density should also influence the

resistance of superconductor in the mixed state though the mechanism
of this effect may be different as compared to the normal state.

In Fig.2a the resistance change in the mixed state of YBCO film
wlth thickness is 200 nm is shown as a function of electric
field applied to BaTI03 substrate.Flg.2b shows the polarization
hysteresis loop in the same substrate at the same temperature.The
YBCO film is deposited on (001)plane of BaTlO3,the thickness of the
su.bstrateis about 0.5 ram.FromFlg.2 It follows that there Is a
als_lncz _orre_ation between the resistance and polarization
changes. The Tc shift in the same structure determined from
temperature dependence of resistance is 0.5 K or 0.5 _ which
is near to the estimation from Eq.7.

In Flg.3 the resistance temperature dependences of YBCO films
deposited on LiNbO_ substrate are shown.The spontaneous polarization

-5 _-
of LiNbO3 is 7 10 C/cm , however the polarization in this
crystal cannot be reversed at low temperatures due to very hlgh
coercive field.Therefore to observe the P-effect YBCO films were
deposited on the opposite sides ( +P and -P) of two single-domain
LiNb03 plates In one experiment in the identical conditions.One can
see that there is a considerable shift of the Tc at R =0 by about
40 K.Thls shift is much larger than predicted by Eq.7 for the fllm
with thickness about IO0 nm.

For the possible application It is important to study the
P-effect in superconductor-ferroelectrlclayered structure where
both superconductorand ferroelectrlcare deposited as thin films.An
example of such a structure is shown in Flg.4 [8].YBCO film 400 nm
thick is deposited on NdGa03 by laser ablation method.Onto the YBCO
fllm BaSrTI03 film wlth thickness 1500 nm Is deposited by rf
magnetron sputtering technlque.UslngBaSrTI03 solid solutions gives
the possibility to change t_ieferroelectrlc Curie temperature which
can vary from liquid Helium region up to 400 K.Thls possibility may
be useful to optimize the conditions for the E- and P-effects.Some
characteristicsof YBCO-BST structure are presented in Flg.5.

Along wlth the true E- and P-effects the elastic strain effect
(the S-effect) should also exlst.Indeed,underthe action of electric
field we have electrostrlctlve (any solids) and piezoelectric
(crystals without inversion symmetry) strains in dielectric
(ferroelectrlc) layers and there will be consequently elastic
strains in superconductor film.These strains can change the
superconductorelectric propertles.Itwas shown [9] that the elastic
strains in BaSrTI03 ceramic substrates resulted in the shift of the
superconductor critical temperature Tc by 0.03 K in the electric
field about I0 kV/cm.

The experimental results on the P-effect presented in Flgs.2 and
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3 have been obtained for YBCO films with thickness about 100 nm that
is much larger than the Thomas-Fermi screening length.To increase
the P-effect it is necessary to use ultrathin YBOO films comparable
to the Thomas-Fermi screening length [lO].Let us estimate the
value of polarization of a ferroelectrlc layer which could switch
ultrathin YBCO film from the N-state to the S-state,and vice
versa,due to the P-effect.We shall discuss three-layered structure
shown in Flg.6. Using Eqs.3 and 7 and assuming that All/R=I we have

0

P (C/cm") = (lsni6.2) 10-18 ,whereis is in cm andn is in cm-3.
Then for is=2.5 nm and n = 5 I021cm-3 one obtains P=2 10-4C/cm2.
This value sould be divided over 4 due to the P reversal from +P to
-P and due to the double ferroelectrlc layers in Flg.6. So, finally
we have P= 5 10-5 2C/cm ,more or less ordinary value for a number of
''strong'' ferroelectrlc crystals.

Another approach to this problem may also be used.If we assume
that the resistance of t_e ultrathin film is of the order of the
quantum unit R = h/4e = 6 45 k_ [11],and the change of theq
resistance under action of polarlzatlon,for transition from the
N-state to the S-state,has the same value,then we obtain P = I/_R_=

'_ -4 2 H
=4e2/_h or P (C/cm_) =I .55 10 /_ ,where _ is mobility in cm /V s.
For the mobility of the order of I cm2/V s the polarlzatlon P
has the same value as in the first estimation.

Thus,for ultrathin superconductor film it is possible to switch
the film from the N-state to S-state by switching the polarization
in ferroelectrlclayers under action of the electric field (Flg.6).

It should be noted that ferroelectrlc layers in
superconductor-ferroelectrlc structures may have ferroelectrlc
domain structure which can be used to form some weak links and N-S
Junctions in adjacent superconductorlayers [12].

The P-effect in superconductors,aswell as the E-effect,can in
principle find many technical applications [4] :superconducting
_leld effect transistors (SuFET),electrocryotrons,mlxers,adJustable
filters,etc.Theadvantage of the P-effect is the possibility to have
devices with long-term memory.
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Figure 2.- Resistance change in the mixed state of YBCO film on BaTiO3substrate (a)
and polarization hysteresis loop for the substrate (b) at 77 K.
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Figure 3.- Temperaturedependence of resistance ofYBCO films deposited on the
opposite sides (+P and -P) of LiNb03 substrates (+P :polarizationdirected
toward the film, -P :polarizationdirectedaway from the film).
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Figure 4.- YBCO-BasrTi03 (BST) - Metal structure.
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Figure 5.- Temperature dependenciesof the dielectric constantof BaxSrl_xTiO3films
with x-0.5 (1) and x=0.21 (2) and the resistivityof YBCO film (3) in the
YBCO/BST/Au structure shown in Figure 4. The X values refer to the target.
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Figure 6.- Superconductor(S)-Ferroelectric(F) three-layered structure.The switchingof
polarization of the ferroelectric layers from the -P state to the +P state may induce
transition of the superconductorlayer from the S-state to the N-state.
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OXIDE PEROVSKITE CRYSTALS FOR HTSC FILM SUBSTRATES
MICROWAVE APPLICATIONS

A.S. BHALLA AND RUYAN GUO

Materials Research Laboratory, The Pennsylvania State University
University Park, PA 16802

ABSTRACT

The research focused upon generating new substrate materials for the deposkion of
superconducting yttrium barium cuprate (YBCO) has yielded several new hosts in
complex perovskites, modified perovskites, and other structure families. New substrate
candidates such as Sr(Alv2Tav:)O3 and Sr(All/:Nbl/2)O3,Ba(Mgv3Ta:/3)O3 in complex
oxide perovskite structure family and their solid solutions with ternary perovskite LaA103
and NdGaO3 are reported. Conventional ceramic processing techniques were used to
fabricate dense ceramic samples. A laser heated molten zone growth system was utilized
for the test-growth of these candidate materials in single crystal fiber form to determine
crystallographic structure, melting point, thermal, and dielectric properties as well as to
make positive identification of twin free systems. Some of those candidate materials
present an excellent combination of properties suitable for microwave HTSC substrate
applications.

INTRODUCTION

There is great interest worldwide in the deposition of high quality thin films of high Tc
superconductors (HTSC), using a whole variety of available deposition techniques. The
selection of useful substrate materials is of first importance and is subjected to a number
of constrains such as: thermal and chemical stability under the conditions used in the film
processing and operating; suitable lattice parameter and ionic structure matching; thermal
compatibility in terms of thermal expansion matching over the temperature range of film
processing and operating; physical properties suitable for specific use (for instance the
dielectric constant and loss for electronic devices and high thermal conductivity for high-
power-density applications); commercial availability and if possible, low cost.

In addition to satisfy the general requirements, substrates to be used in microwave
devices must be twin-free single crystals with potential to be grown in large size (2-4"
wafer). Congruent melting compositions with modest melting temperatures are therefore
favorable. The dielectric constant influences the propagation speed and the package
dimensions therefore a moderately low dielectric constant (<25) is required. Because the
conductor loss of the superconductor is diminished, the role of the dielectric loss becomes
criticallyimportant. Very low dielectricloss (< 10-4)is therefore demanded.

The potential application of YBCO superconductor to the development of ultra high
density interconnect systems for a new generation of high speed high density multichip
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modules dictates new requirements for the substrate design. An essential feature is the
geometry of the X and Y layers of HTSC lines that must have geometries in cross section
of order 2 x 1 _t meters thus necessitating a current carrying capability for the HTSC of
_106 A/cm2. For this current capability clearly the YBCO must be highly grain oriented
very near to single crystal, so that the whole multilayer structure is in the form of highly
oriented overgrowths on a single crystal substrate. Impedance characteristics for the
interconnect structure dictate that the dielectricsused must be of low permittivity (ideally
<10) if the geometry is to be preserved. Highly oriented thin films (2 _tmor above) will
be needed for the separation of strip lines and ground plane structures. Dielectric loss
requirements are a little less stringent than those required for the microwave applications;
however, tank < 0.001 is highly desirable at the 77K working temperature.

A family of substrates with the perovskite structure is most important as those
materials are among the most obvious candidates for epitaxial growth of YBCO films.
Substrates of perovskite structure usually have the ideal cubic (such as SrTiO3), double
cell cubic (such as Ba2YSbOr), hexagonal distorted pseudo cubic (such as LaA103) or
other pseudo cubic cells (such as NdGaO3 that has the [GdFeO3] structure with
orthorhombic symmetry). SrTiO3 crystals of high quality and large sizes, though are
readily available and yield the best epitaxial quality thin films (primarily due to their close
interatomic structure matching to the HTSC), have high dielectricconstant (>300) arising
from the phase transition near the working temperature (-110K). Another probably the
most used substrate currently, LaAIO3,though good in lattice matching and of reasonable
dielectricproperties, is heavily twinned and goes through a ferroelastic phase transition at
-435°C. t These macroscopic defects in the crystals are not tolerable in substrates used
for complex microcircuits.

In our ongoing search for substrates suitable for microwave device and integrated
circuit applications, the focus has been upon developing and identifying new substrate
materials primarily with perovskite structures for the deposition of superconducting
yttriumbarium cuprate (YBCO) films. It became increasingly clear to us that the demand
on the substrates to have a close "lattice match" was in many cases less appropriate.2
Similarity in structure is a higher order criterion than simply lattice parameter matching
though they are not independent.3 A wide range search for new low permittivity
candidate materials using the predictive capability of the phenomenological ionic
polarizability arguments is currently undertaking.4 The unique capabilities of a laser
heated molten zone (LHMZ) growth system have been utilized for test-growth of
candidate materials in single crystal fiber form to determine structure, thermal, and
dielectric properties and make positive identification of twin free systems. This paper
reports the combination of experimentaland theoretical approaches in this field with focus
on the complex oxide perovskites and related solid solutions.

CRYSTALS OF COMPLEX OXIDE PEROVSKITE COMPOUNDS

Ceramic samples were prepared by solid state reaction, using conventional techniques.
X-ray diffraction technique was used extensively to characterize the crystallographic
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phases and to adjust the processing conditions. The laser heated molten zone growth
method has been shown to be a powerful method for rapidly growing small diameter
single crystals, particularly oxides of high melting temperature, for both property studies
and fiber devices.5,6,7The LHMZ equipment used in this investigation consisted of a
power source (water cooled, tunable flowing gas CO2 55W laser), an optical layout, and a
growth section. The molten zone temperature during a stable growth was monitored
using an optical pyrometer.

Radio frequency dielectric constants and the loss tangent were measured using a
General Radio 1621 Capacitance Measurement System. Dielectric properties at
microwave frequency were measured using resonance techniques equipped with an
HP8510A network analyzer. Post resonance technique (the Hakki and Coleman
technique) was used to measure the dielectric constants of the ceramic samples. Cavity
perturbation technique was used for the measurements on samples of thin rod (e.g., single
crystal fiber samples) or bar-shaped. The Q factors (of microwave frequency) at liquid
nitrogen temperature were measured by a transmission resonance technique.

Ba(Mgl/zTa2/3)O3 (BMT)

Ceramics of complex perovskite oxides A(Bll/3B22/3)O3type have been explored
previously as the candidate materials with excellent microwave dielectric properties.8
Ba(Mgl/3Ta2/3)O3(BMT), in particular, was reported to have a dielectric constant _:-25
and dielectric Q--16,800 (one of the highest in the oxide family) at 10.5 GI4_z,in samples
with 1 mol% Mn additive as a sintering aid.9 BMT compound is one of the most
refractory oxides known thus the growth of single crystals is difficult. A single crystal of
BMT was grown from a BaF2 flux. It yielded a significantly higher dielectric constant
(-200), 1°presumably attributable to the flux contamination.

BMT single crystal fibers were grown successfully using our LHMZ technique. It
grows congruently from the melt in the temperature range of 2900-3100°C. A high
temperature phase of simple cubic perovskite was obtained at room temperature, in
comparison to the hexagonal ordered perovskite structure usually obtained in ceramics
(see Fig. 1). Dielectric properties of both the ceramic and the single crystal BMT were
studied. BMT ceramic samples have ultra low dielectric loss (<lxl0 -5at 90K and 10kHz)
and good thermal compatibility (cx- 9.0x10-6/°C)with the YBCO superconductors. The
single crystal BMT has a cubic lattice parameter a=4.0877,A,. The dielectric constant
increases and saturates as the bulk density approaches the theoretical density. Dielectric
loss reduces with the enhancement of the ordering of the B-site. Single crystals of high
temperature disordered cubic form preserve a moderate dielectric constant (26.0 at
10GHz) and low dielectricloss tank (2.78x10-4at room temperature and 10kHz and <10-5
at 90K) that make this materialunique for microwave device applications.

The BMT lattice parameter of a=4.0877A, represents a lattice mismatch of 5.3% to
the b-axis of YBCO (b=3.883A); this seems less ideal as a substrate for YBCO.
However, there has been no clear cut-off for lattice parameter matches for "epitaxial" (or
highly oriented) film deposition of YBCO. "Epitaxial" YBCO thin films on MgO single
crystals (with mismatch of 8.5%) have been reported.I_ A BMT single crystal has a twin-
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free cubic perovskite structure that is advantageous as a substrate compared to some of
the heavily twinned substrates, e.g., LaAIO3 and NdA103. High temperature BMT single
crystal grown by LHMZ is twin free, of moderate dielectric constant, low dielectric loss,
and good thermal expansion matching and is therefore identified to be a potentially
suitable substrate for the HTSC thin film deposition.

The application of BMT as a substrate, beside its fiber crystals' applications for
microwave antenna, may be restricted by the fact that single crystals are difficult to grow.
Skull melting growth techniques,_2could presumably be used to grow BMT crystals of
adequate sizes. The high melting temperature of BMT will not be a crucial issue, when
the material is used as an insulating layer between the YBCO films in a multichip-module
type of integrated structure, because vapor phase deposition techniques (e.g., laser
ablation and metal-organic chemical vapor deposition) rather than liquid phase growth
methods will be utilized.

I I i i i I i i I I I I I I | i I i I i I i i I
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Fig. 1. Typical x-ray dit_action pattern of Ba(Mgi/3Ta_3)O3:(a) ceramic powder calcined
at 1500 °12for 3 h showing weak ordering; (b) ceramic sintered at 1655 °C for 5 h
showing strong B-site ordering; and (c) single crystal (powder) grown by LHlVIZ
showing an ideal simple cubic perovskite structure with a=4.0877 A. BMT
ceramic XRD patterns are indexed as a hexagonal perovskite structure with
a=5.7731(6) A and c=7.0941(2)/_.
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Sr(All/zTal/z)O_ (SAT) and Sr(All/2Nbl/2)O 3 (SAN)

The compounds of Sr(mll/2Tal/2)O3(SAT) and Sr(All/2Nbl/2)O3(SAN) were first
prepared and tested to learn their crystallographic phases and melting behavior by the
group at the AT & T Bell Labs.13 Ceramic samples were identified to have double cell
cubic perovskite structure with a=7.795A and melting temperatures of 1900°C and 1790°
C for SAT and SAN, respectively. On the basis of our understandings of the crystal
chemistry-dielectric property relation of various oxide perovskites, and the reports by the
Bell Labs group that showed both the SAN and SAT melt congruently and produce a
single phase of the perovskite structure after melting, we selected the SAT and SAN as
primary candidates in the A(Bll/2B2]:2)O3 complex oxide perovskite family for crystal
growth and to investigate their properties in relation to substrate applications.

Sr(All/:Tal/2)O3 (SAT) and Sr(All/2Nbl/2)O 3 (SAN) are grown using the LHMZ
growth technique. Their crystallographic structures are found to be simple cubic
perovskite with lattice parameters a=3.8952/_ (SAT) and a=3.8995A (SAN) that are of
close lattice matching to the YBCO superconductors. No structural phase transitions or
twins have been found and the average coefficients of the thermal expansion are in good
matching with the YBCO superconductor materials. SAT currently represents one of the
best potential HTSC substrate materials for microwave applications. The unique feature
of this material is that it has desired dielectric properties (dielectric K-12, loss factor
tanS<10-4) at the microwave frequencies with twin-free lattice and good thermal
expansion matching along with chemical compatibility with the YBCO superconductors.
Dielectric constants in RF region as measured on the dense ceramic samples of SAT and
SAN at 23°C are shown in Fig.2.
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Fig. 2. Dielectric constants of SAT and SAN ceramics as functions of frequency at room
temperature.
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Our experimental results on the SAT composition along with the earlier report on the
congruent melting nature of the SAT and SAN compounds, have stimulated research
works in the thin film area. MOCVD-derived SAT films grown at 850°C on LaAIO3 were
found to have exclusively (001) growth with in-plane orientation._4 Using SAT
polycrystalline materials as targets in a pulsed laser deposition process, Findikoglu et
a1.15.16have reported high quality epitaxial (c-axis orientation) growth of thin films of
SAT and multilayers of YBCO/SAT on (001) LaA103 and MgO substrates. Dielectric
constants of the SAT films (-100-390rim thick), however, were reported to be -23-30,
notably higher than the value (_:-12) found in bulk ceramic materials. The deviations
from perfect cation stoichiometry in films may be one of the causes for the discrepancy in
value of the dielectric constants as the AFTa ratio in SAT films was found to be -0.8

rather than the stoichiometric ratio of unity. 12,_3No dielectric loss data has been reported
for the SAT films therefore direct comparison between the dielectric constants of the film
and that of the bulk SAT sample is not intended.

SOLID SOLUTION OF TERNARY AND COMPLEX PEROVSKITE OXIDES

Further modification of the SAN and SAT compositions has been carded out to fine
tune their properties, particularly reducing-their melting temperatures (SAT:
1900--(1908+25)13, and SAN:1790~(1739+10)13)_ for easier fabrication of the crystals
and bettercontrol of the reductionproblemof the Nb5+and Ta5+. Thismodificationwas
also an attempt to overcomethe twinningproblemand to stabilizethe cubicphase at room
temperaturein LaAIO3crystals.

LaAlO3 has a rhombohedrally distorted perovskite (A3+B3+O3type) structure.
Although the La3+ion generally prefers the 12-coordination-site,it has a tendency for
9-coordination. The distortion in the LaOl: polyhedron is brought about by a slight
displacementof the oxygen atoms away from the ideal positions of the cubic perovskite
form, that is more clearly shown in other [rear-earth]3+AlO3family members when the
A-site cation radiibecome even smaller,e.g., in the case ofPrAlO3._8,_9 Fig. 3 presentsa
classificationof [A]3+[B]3+O3type compounds according to the constituent ionic radii(8-
coordinationcation radiiwere used for A-site cations) focusing on the perovskiteregion.
In fact, no ideal cubic perovskite structure but the rhombohedral[LaAlO3] and the
orthorhombic [GdFeO3] structure have been reported in ternary compounds of the
[A]3+[B]3+O3type.2° For aluminatecompounds, rhombohedralsymmetryis found when
A-site is occupied by the largest A3+cation, La3+,and other [A]3+[Al]3+O3compounds
have even lower symmetry

Ourapproachfollowing this directionwas to introduce "balanced" cation substitution
simultaneously in the A- and B-sites to increase the average cation size at the A-site,
hence to stabilize the 12-coordinationof that position and consequently the cubic
perovskite structure. The solid solution of ternary LaAIO3and complex oxides of
Sr(All/2Tal/2)O3or Sr(All/2Nbl/2)O3was chosenfor investigation.

By formingcrystallinesolutionswith compounds of low meltingtemperatures,it was
expected that the crystalline solution would result in lower melting temperatureand
consequently avoid the reduction problem and permit growth in platinum crucibles.

193



Oxide Perovskite Crystals for HTSC Film Substrates Microwave Applications

NdGaO3 was found to have a melting temperatureof-1484+_24°C, and it was therefore
selected as an endmember of the crystallinesolutionserieswith SAT and/or SAN for the
presentstudies. NdGaO3 has the [GdFeO3]structure with orthorhombic symmetry. No
twinningproblems are reported in thismaterial. YBCO thinfilms deposited on NdGaO3

were of better quality comparedto those depositedon LaAIO3substrates. However, the
high dielectricloss in the NdGaO3is a limiting factor for the YBCO film applicationsin
microwavedevices.

Fig. 3. Structure field map for [A]3+[B]3+O3 type compounds (ref. 19).

Single crystal fibers of modified strontium aluminum tantalum oxide
(1-x)Sr(All/2TalI2)O3:xLa_O3 (SAT:LA) and (l-x)Sr(All/2Ta]/2)O3:xNdGaO3
(SAT:NG), and modified strontium aluminum niobium oxide
( 1-x)Sr(Al]/2Nb 1/2)O3:xNdGaO3 (SAN:NG) and ( 1-x)Sr(AI1/2Nb 1/2)O3 :xLRA10 3

(SAN:LA) were grown using a laser heated molten zone growth technique.2t
0.7SAT:0.3LAgrows congruentlyandremainstwin freesimplecubicperovskitestructure
(as the SAT) when cooled down to room temperature. 0.7SAT:0.3LAcrystals have
moderatedielectricconstant (K=21.7)andlow dielectricloss (tanS=7.Sxl0-s)at 10 kHz
and90K. The reductionproblemof Ta5+is eliminated(whichis commonin the case of
SATgrowth). 0.7SAT:0.3NGand0.7SAN:0.3NGhave lowermeltingtemperaturesand
crystalgrowthis easier. NdGaO3additionto the SATandSANenhancesthe potentialof
SAT and SAN as large area substratesfor HTSC growth. However, the dielectric
constants increased from _:-12 to ):-16 (0.7SAT:0.3NG) and from K:-18to _:-23
(0.7SAN:0.3NG)as a resultof NdGaO3incorporation.
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Our results further confirmed the report of Mateika et al.= 23 that the ideal cubic
phase can be formed in (La,Sr)(AI,Ta)O3 compounds. It is interesting to notice that
similar substitutions using [Ca,Ta] instead of [Sr,Ta] did not produce a compotmd with
cubic structure. The average A-site cation radii of the [Ca,Ta] substitution is smaller than
that of LaA103 (ionic radii of Ca2+, La3., and Sr2+ are 1.14, 1.185, and 1.27A,
respectively),24therefore, no stabilization effect on 12-coordinationA-site is expected.

The cubic symmetry for the compound of SAT-NG and SAN-NG may be due to the
fact that Ga3+is almost of the same cation size as TaS+/Nb5+. Slight reduction in the
A-site cation size is accompanied by the slight increase of the B-site cation size and thus
the cubic structure of SAN or SAT stays intact.

The ideal cubic perovskite structure can be stabilized in the case of ternary LaAIO3by
forming a crystalline solution composition with cubic Sr(All/:Tal/:)O3 and
Sr(All/:Nblr2)O3. The mechanism of this type of stabilization is through introducing the
compensated cation substitution in the form of [2La3+]+[AP+] _ [2A2+]+[B5+]with the
A2+ cation having a radius larger than that of La3+ and therefore stabilifing the
12-coordinatedA-site. Crystalline solutions of SAT-LA maintained or improved most of
the dielectric and thermal properties of LaAIO3 and gained the advantage of forming a
twin-free simple cubic structure and improved lattice compatibility. NdGaO3 is shown to
be an effective end member to decrease the melting temperature of SAN and SAT without
disturbing their simple cubic (twin-free) crystal structure. Dielectric constants of SAN
and SAT with addition of the NdGaO3 were increased; however, the dielectric loss factor
still remained less than 5x10-4. The results suggesting that SAT-LA and SAN-LA are
better candidates as substrate materials than LaA103 because the latter is intrinsically
twinned. The growth of SAT-NG and SAN-NG are comparatively convenient as they
have relatively low melting temperatures together with the relatively lower dielectric
constants and the ideal lattice constants and thermal compatibility with the YBCO
superconducting materials.

Other substrate candidates such as La(Mg:t3Tal/3)O3,:S La(Mgl/:Til/2)O3,26
(Ca,Sr)(Ga,Nb)O327and a family of materials of the magnetoplumbite structures2s have
also been fabricated and their dielectric properties studied. These crystals and their
associated solid solutions provide several new options for ultra low loss, low permittivity,
twin free oxides with low congruent melting temperature, matching thermal expansion and
excellent chemical compatibility.

SUMMARY

Oxide crystals with the perovskite structure are major candidates for YBCO film
epitaxial deposition particularly if large size cubic, twin free crystals become available.
SAT has already shown promise in high quality epitaxial YBCO film growth. With
improved growth capability, the SAT and particularly its modified solid solutions may be
more useful than the intrinsically twinned LaA103. Solid solutions between the known
complex perovskite oxide and ternary end members, especially gallates, will provide large
number of options to tailor the material for specific device applications. The property
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parameters of the newly proposed substrate materials of oxide perovskite family are
summarized in Table I. LaAIO3 and NdGaO3 are also listed for comparison.

TABLE I. Properties of Some Newly Proposed Oxide Perovskite Substrate Materials

Lattice K: tank ct Melting
Compositio symmetry Constant (A) 10kHz 10kI-Iz (xl0"6/°C) Point (°C) *

n 90K 90K (@-300K)

BMT Cubic 4.0877 25.9 <10.5 9.0 (>2800)
(crystal)

SAT Cubic 3.8952 11.8 4.2x104 9.7 1908+25

SAN Cubic 3.8995 18.7 2.2x10-4 8.5 1739+10

SAT-LA Cubic 3.8727 21.7 7.5x10-5 7.7 18304-22

SAN-LA Cubic 3.8634 25.7 2.8x10-4 9.5 1705+20

SAT-NG Cubic 3.8866 16.0 4.3x10-4 8.8 1767+31

SAN-NG Cubic 3.8790 23.0 5.2x10-4 10.8 1582+20

LaAIO 3 ghomb, a=3.789 23 7.5x104 8.2//[1T0] 20404-9
(crystal) a=90.12" 6.4//[001]

NdGaO3 Ortho. a=5.426 23 3.2x10-4 14844-24
(crystal) b=5.502 (77K, 10GHz)

c=7.706

*The melting point was determined rather simply using a strip furnace, with two operators using two
separateoptical pyrometers and averaging several readings per sample.
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Texturing of High Tc Superconducting Polycrystalline Fibers/Wires by
Laser-Driven Directional Solidification in a Thermal Gradient
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ABSTRACT

This paper summarizesthe techniqueof laser-drivendirectionalsolidificationin a
controlledthermalgradientof yttria stabilizedzirconia core coated Y-Ba-Cu-O materials
to produce texturedhigh Tc superconductingpolycrystallinefibers/wireswith improved
criticalcurrent densities in the extended range of magnetic fields at temperatures greater
than 77K. The approach involves laser heating to minimize phase segregation by heating
very rapidly through the two-phase incongruent melt region to the single phase melt
region and directionally solidifying in a controlled thermal gradient to achieve highly
textured grains in the fiber axis direction. The technique offers a higher grain growth rate
and a lower thermal budget compared with a conventional thermal gradient and is
amenable as a continuous process for improving the Jc of high Tc superconducting
polycrystalline fibers/wires. The technique has the advantage of suppressing weak-link
behavior by orientation of crystals, formation of dense structures with enhanced
connectivity, formation of fewer and cleaner grain boundaries, and minimizationof phase
segregation in the incongruent melt region.

I. INTRODUCTION

Progress in the application of high critical temperature (Tc) ceramic
superconductingpolycrystallinefibers/wires (with zero resistance above liquid nitrogen
temperature at 77K) for very high speed system interconnects, integrated optical
components and passive microwave devices for microelectronics and instrumentation
applicationsis currentlylimitedby the lack of formability,strength,toughness and low
transport current properties. The low criticalcurrent densities(Jc) are associatedwith
extremely smallcoherence length, causinggrainboundariesto act as Josephson junctions
such thattunnelingcurrentsare highly fielddependent;a high degree of superconductivity
anisotropy,severelysuppressingtunnelingcurrents at high-anglegrain boundaries;grain
boundarysegregatedphases;andanisotropicthermalcontractionandmicrocrackingat the
grain boundaries. The causes of the weak link behavior can be greatly diminishedby
developmentof a process method which will yield formation of dense structures with
enhancedconnectivity,crystallographictexturingof the grains, formation of cleaner and
fewer grain boundariesparallel to the conduction direction, and minimizationof phase
segregation in the incongruent melt zone. One method of forming textured
microstructures is directionalsolidificationfrom the melt in a thermalgradient. However,
in the Y-Ba-Cu-O system, the Y1Ba2Cu307 or 123 phase could not be obtained
congruently from the melt of the 123 composition because of its incongruent
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crystallization under the equilibrium phase transformation. The 123 phase is formed by
the peritectic reaction through the Y2BaCuO5 (211) phase and the liquid phase. If the
crystal-growth under the metastable state is realized, the peritectic reaction can be
suppressed by rapid solidification with very high growth rate due to high interface
undercooling and the 123 phase could be crystallized congruently resulting in highly
oriented fibers with improved grain boundaries and high Jc- In the 123 phase the critical
current density is one order of magnitude higher along the a-b plane than along the c-axis
direction.

Research efforts have been directed toward increasing the Jc of high Tc
superconducting materialsby texturing the grains using different techniques such as melt
textured growth, liquid phase processing and directional solidification, quench and melt
growth processes, and zone melting and laser float zone melting. All these techniques
have resulted in highly textured microstructures (1). The significanceof the technique of
laser-drivendirectional solidificationin a controlled thermal gradient lies in its adaptability
as a continuous process for improving the critical current densities of high Tc
superconducting polycrystalline fibers/wires. The technical approach involves laser
heating to minimize phase segregation by heating very rapidly through the two-phase
incongruent melt region (1010-1258°C) to the single phase melt region (> 1258°C) and
directionallysolidifyingin a controlled thermal gradient to achieve highly textured grains
in the fiber axis direction.

H. EXPERIMENTAL TECHNIQUES

Texturing of extruded Y-Ba-Cu-O fiber, Duranickel 301
(95%Ni • 4.4%Al • 0.6%Ti) core coated Dy-Ba-Cu-O and yttria stabilizedzirconia (YSZ)
core coated Y-Ba-Cu-O high Tc superconducting polycrystalline fibers/wires was
investigated. Five cm long fiber segmentswere mounted on an alumina tube with the help
of alumina paste to hold the fiber and translated in a laser-driven directional solidification
thermal gradient (LDT) furnace as shown in Figure 1. The computer controlled LDT
furnace is comprised of a multiple heater array, a fiber translation mechanism capable of
translating at rates of 0.5 to 200cm/hr, a fiber feed and fiber take-up system for feeding
the fiber preforms and removing the processed fibers, and a laser beam delivery system
consisting of laser optics to homogeneously melt the fiber from four directions to the
singlephase melt zone. The LDT furnace consists of two split tube furnaces having 6.4cm
internal diameter and eight independently computer controlled resistively heated zones.
The upper split tube furnace consists of two heating zones, a 6.4cm long binder burnout
zone and a 10.2cm long preheat zone. The lower split furnace consists of six heating
zones, four 6.4cm long thermal gradient zones and two 10.2cm long annealing zones.
Each zone is installed with a temperature sensor to provide flexibility in varying the
temperature profile in the thermal gradient. The furnaces are controlled by a closed loop
computer based system. A 386-25MHz computer contains two data acquisition and
control boards to provide sixteen channels of differential analog input and cold junction
compensation for thermocouple signals. An Inconel sheathed type-K thermocouple is
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installed in the center of each furnacezone and connectedto one channelof the expansion
system. The DT2815 data translationboard provides eight 4-20mA output channelsto
control each thermal gradient zone using an Omega PCM1 4-20mA driver. Labtech
Notebook sottware controls the furnace zones using a PID control algorithm. Each
thermocouple is sampled at a rate of 10Hz. LabtechNotebook also samples a ninth
thermocoupleat a slower rateandwrites thetemperatureto a datafile. By translatingthis
thermocouplethroughthe furnaces,an exactprofileof the gradientcanbe recorded.

The thermalgradientfurnaceassemblyconsists of a fiber translationsystemwhich
includes a friction drive system to feed the fiber into the gradient and to remove the
processed fiber (2-3). The LDT furnace is installedwith a laser beam delivery system
consisting of laser optics to homogeneouslymelt the fiber from all directionsto the single
phase melt zone. This is accomplishedusing an 18 Watt CW Nd:YAG laser beam (_, =
1.06Bm) which is evenly divided into 4 x 4.5 Watts, using beam splitters, mirrors and
lenses arrangement as shown in Figure 2. The optics are mounted using an adjustable
height post system. Each post is fastenedto a micro optical rail to maintainalignment
between the components. The rails are mounted on an aluminum plate installed
surroundingthe furnace. A He-Ne laser and four pinhole apertureswere used to align
each rail so as to focus the 4 x 4.5 Watt laser beam at the center of the laser zone,
between the two split furnaces as shown in Figure 1, where the fiber is coaxially
translating. All the componentsare housed in a frame constructedfrom slotted steel angle
iron and aluminumplates as shown in Figure 1. LabtechNotebook soi_ware has been
configuredfor controllingthe multipleheaterarray, fiber translationmechanism,fiber feed
andfiber take-upmechanism. The fiberswere laser impactedwith a laser beam diameter
of 2.5ram while translatingthrough the laser melt zone. The processed fibers were
characterizedat the surface, as well as at the cross-section, using secondary electron
images on a PhillipsModel 505 SEM. The elementaldistributionand interdiffusionwere
determinedusing Philips Model PV 99W EDS energy dispersive X-ray analyzer. The
fibers were tested for critical temperature using flux exclusion technique and critical
current densitiesusinga four probetechnique.

III. RESULTS AND DISCUSSION

Initially, extruded fibers of 123 materialswere investigated (1). The fragile
characteristic of the processed fiber resulted in handling difficulty, therefore, core coated
high Tc superconducting fibers were identified as a more promising candidate for LDT
process. Duranickel 301 (95%Ni • 4.4%A1• 0.6%Ti) core coated high Tc
superconducting Dy-Ba-Cu-O fibers obtained from Pacific Superconductors were
translated in the thermal gradient. Work was discontinued on the Duranickel 301 core
coated high Tc superconducting Dy-Ba-Cu-O fibers due to the interdiffusion of copper
(Cu) and nickel (Ni) between the coating and the core at 800°C, which is below the
peritectic melting temperature of high Tc superconducting Y-Ba-Cu-O materials, thereby
resulting in destroying the superconducting property of the fiber (2-4).
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Work was performed on yttria stabilized zirconia core coated high Tc
superconducting Y-Ba-Cu-O fibers obtained from ICI superconductors. Figure 3 shows
the secondary electron image surface morphology of the yttria stabilized zirconia core
coated high Tc superconducting Y-Ba-Cu-O fibers along the fiber-axis direction. Figure
3(a) shows the surface morphology of an unprocessed fiber. Figure 3(b) shows the
surface morphology of a fiber translated in the thermal gradient at a rate of 1.7cm/hr, in
the presence of 42.6ml/min flowing oxygen, with the laser melt zone temperature at
1080°C. As seen from the micrograph elongated textured grains greater than 10x601am
dimensionswere observed to extend in the direction of translation which is along the axis
of the fiber. A high degree of crystal continuity and alignment was observed at the
boundary region. Figure 4 shows the cross-sectional view of the yttria stabilized zirconia
core coated high Tc superconducting Y-Ba-Cu-O fiber. Figure 4(a) shows the secondary
electron image of an unprocessed fiber. The core diameter is observed to be 8101am,
whereas the coating thickness is observed to be 50ktm. Figure 4(b) and 4(c) shows the
typical energy dispersive X-ray (EDX) map of the elemental distribution of barium (Ba)
and yttria (Y) over the fiber cross-section when processed under the parameters of Figure
3(b). No elemental interdiffusion was observed between the coating and the core for all
the elements under consideration.

Figure 5 shows the secondary electron image surface morphology along the fiber
axis direction of the yttria stabilized zirconia core coated high Tc superconducting Y-Ba-
Cu-O fibers translating at a rate of 1.7cm/hr in the thermal gradient, in the presence of
42.6 ml/min flowing oxygen, with the laser melt zone temperature at 1020°C. Figure 5(a)
shows the microstructure of a non-laser impacted zone of the fiber translated in the
thermal gradient, whereas Figure 5(b) shows the surface morphology of the fiber impacted
with a laser radiance of 49W/cm2 while translating at a rate of 1.7 cm/hr in the thermal
gradient with the laser melt zone temperature at 1020°C. By comparing Figure 3(b) and
5(b) it can be observed that the laser-driven directional solidification in a controlled
thermal gradient has a higher growth rate and a lower thermal budget than the
conventional thermal gradient processing. Textured elongated grains in the fiber axis
direction can be observed at 1020°C as compared to 1080°C in the conventional thermal
gradient. Besides having higher growth rates the significance of laser heating is that
complete melting to the single phase melt occurs in 53see, as compared to 10 hours by
resistively heating, a time scale too short to allow significantsegregation under the driving
force of the peritectic reaction. Figure 6 shows the final thermal profiles developed from
the results obtained and are compared between resistively heated and laser heated to the
single phase melt zone. Further considering the 53see time scale in the incongruent melt
region the intra-grain inclusions of Y2BaCuO5 will also be smaller so as to be beneficial
for flux pinning thereby improving the critical current properties of the high Tc
superconducting polycrystalline fibers/wires for device applications. A superconducting
critical temperature was observed to be 80K in the processed fiber as compared with 95K
in the unprocessed yttria stabilized zirconia core coated high Tc superconducting Y-Ba-
Cu-O fibers. A critical current densityof 1.8x102Amps/cm2 at 77K, 0.6T was observed in
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the processed fiber as compared to 2.8xl02Amps/cm2 in the unprocessed fibers as shown
in Figure 7. The results indicate that careful control of the specimen processing can lead
to the formation of optimized samples which are highly densified and textured due to
recrystallization followingmelting of the material in the singlephase melt region. Work is
in progress to further optimize the process parameters in order to improve the critical
current density of the processed fiber.

IV. CONCLUSIONS

Based on the analytical discussion and experimentalresults, it can be concluded
that the laser-driven directional solidification in a thermal gradient technique is highly
feasible for development as a continuous process for improving the critical current
densities of high Tc superconducting polycrystalline fibers/wires with elongated textured
grains. The time spent in the incongruent melt region, on the order of 53sec, is too short
as compared to 10 hours in a conventional thermal gradient to allow significant
segregation under the driving force of the peritectic reaction. Also the possibility of
Y2BaCuO5 inclusions is much smaller,which is beneficialfor flux pinning. The technique
has a significant advantage of yielding higher growth rates and lowering the thermal
budget as compared to the conventional thermal gradient, and further suppressing weak-
link behavior by orientation of crystals, formation of dense structures with enhanced
connectivity, formation of fewer and cleaner grain boundaries and minimization of phase
segregation in the incongruent melt region, thereby enhancing Jc in the high Tc
superconducting polycrystalline fibers/wires. The technique is capable of fabricating
polycrystalline fibers with high density, mechanical strength and critical current density
and is amenableto scaleup.
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MIRROR MIRROR
THERMAL

HEATING GRADIENT
COIL FURNACE
1010 oC

Nd:YAG MIRROR
LASER

BEAM 3

50% LENS _BEAM 2

MI_ _BEAM
SPLITTER

50%
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(a) Unprocessed

(b) Translated in the Thermal Gradient at a Rate of 1.7 cm/hr, in the Presence of
42.6 ml/minFlowing Oxygen,with theLaser Melt Zone Temperature at 1080°C.

Figure 3. Secondary electron image surface morphology along the fiber axis direction of
the yttria stabilized zirconia core coated high Tc superconducting Y-Ba-Cu-O
fibers.

204



(a) SecondaryElectron Image of an UnprocessedFiber

(b) X-ray Map of Ba in the Processed Fiber (c) X-ray Map of Y in the Processed Fiber

Figure 4. Cross-sectional view of the yttria stabilized zirconia core coated high Tc
superconducting ¥-Ba-Cu-O fibers.
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(a) Non-Laser Impacted

(b) Laser Impacted with 49 W/cm 2 Radiance while Translating

Figure 5. Secondary electron image surface morphology along the fiber axis direction of
the yttria stabilized zirconia core coated high Tc superconducting Y-Ba-Cu-O
fibers translating at a rate of 1.7cm/hr in the thermal gradient, with the laser
melt zone temperature at 1020°C.
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Abstract

Conventional heavy fermion theories require existence of massive fermlons. We
show that heavy fermion phenomena can also be simply explained by existence
of bosons with moderate mass but temperature dependent concentration below
the formation temperature TB, which in turn is close to room temperature. The
bosons B++ axe proposed to be in chemical equilibrium with a system of holes h+:
B++ _-- h++h +. This equilibrium is governed by a boson breaking function f(T),
which determines the decreasing boson density and the increasing fermion density
with increasing temperature. Since HF-compounds axe hybridized from minimum
two elements, we assume in addition existence of another fermion component h,+
with temperature independent density. This spectator component is thought to
be the main agent in binding the bosons in analogy with electronic or muonic
molecules. Using a linear boson breaking function we can explain temperature
dependence of the giant linear specific heat coefficient 7(T) coming essentially
from bosons. The maxima in resistivity, Hall coetTident and susceptibility axe
explained by boson localization effects due to the Wigner cryst_lll,ation. The
antiferromagnetic transitions in turn axe explained by similar localization of the
pairing fermion system when their density nh(T_'r_)becomes lower than nw¢, the
critical density of Wigner cryst_lliTation. The model applies irrespective whether
a compound is superconducting or not. The same model explains the occurrence
of low temperature antiferromagnetism also in high-To superconductors. The
double transition in UPt3 is proposed to be due to the transition of the pairing
fermion liquid from spin polarized to unpolaxized state.

I. INTRODUCTION

Despite of the great efforts to understand heavy fermion (HF) properties [1-3] in terms of
conventional Fermi liquid theories [4-6], the Kondo model [7] or unconventional order param-
eter models [8,9], the theories have not provided a clear overall picture of the most dramatic
properties: the large value and the temperature dependence of specific heat coefficient 7(T),
the resistance maximum at low temperatures, the Hall coefficient and the susceptibility maxima
near the same temperature. Likewise the superconducting states exhibit power law behaviors
of several quantities such as the specific heat near T = 0 and an additional linear term in the
specific heat. From the above reviews the following picture emerges: In the HF-compounds
the f-electrons show localized behaviour at high temperatures and become delocalized at low
temperatures. The point of division for the two behaviours is the Kondo temperature TK.

The purpose here is to show that the spectator fermion superfluid model (SFS), originally
proposed for high-To compounds [10,11] and the superfluid states of heavy fermions [12,13],
also provides a global picture which connects the superfluid state with the normal state and,
at the same time, explains the properties of non-superconducting HF-eompounds within the
same framework with bosons decaying into pairing fermions, the holes. Since the boson density
for T >> Tc and the pairing fermion density for T _t: Tc both become small, they get local-
ized due to Wigner crystallization [11,14]. In what follows we intend to show that the boson
localization temperature TBL < TB is in fact the coherence temperature corresponding to max-
ima of Hall coefficient and susceptibility. Similarly the pairing fermion Wigner crystallization
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temperature is TFL = TN, the Ndel temperature, since the fermion spins are antiferromagnet-
ically ordered for T < TFL. Both temperatures TBL and TFL are logical consequences of the
SFS-model, not an extra input. In the case of high-To compounds of the type RBa2Cu3Or-x,
3D-antiferromagnetism is known to exist together with superconductivity [15,16], with the Ndel
temperatures in the range 0.5 K< TN <2.2 K. For HF-compound UPt3 the low temperature
peak at TFt. _ 20 mK observed by Schuberth et al. [17] is here proposed to be also an example
of Wigner crystallization of the pairing holes. Immediately above TEL the holes are proposed
to be polarized up to the lower temperature TZ of the double peak of UPt3 as a consequence
of the ordering of the pairing hole liquid, rather than having unconventional order parameter
for the superfluid. The sequence of temperatures TFL = TN, T_- and Tc+ is in agreement with
MC-calculations by Ceperley et ai. [18,19].

The plan of the paper is as follows. In chapter II we propose that the giant linear specific
heat coefficient 7(T) is a consequence of the bosons as charge carriers in these compounds.
In chapter III we show how the maxima in Hall coefficient and susceptibility follow from the
boson localization. Knowing the boson localization temperature TBL > To, one can estimate
the pairing fermion localization temperature TFL = TN, which is discussed in chapter IV.
The Wigner crystal has two transverse electronic sound modes, and in the fermion localization
case also spin waves with a gap. The longitudinal plasmon of fermion Wigner crystal gives a
spectrum with temperature dependent gap below TN, similar to the spin wave spectrum.

II. THE NORMAL STATE SPECIFIC HEAT

We follow closely the discussion of SFS carried recently [14] through in details for the high-To
compound YBa2Cu3-xMxO_-6 and proceed to show that the same model can explain also many
of the heavy fermion features mentioned above. We adopt here the same simple principle proved
successful in the case of 123-compounds: The temperature dependence of an experimental
quantity is simply determined by the concentration dependence of that same quantity, since
carrier densities are temperature dependent according to the charge conservation in the chemical
equilibrium

nm(T) = nof(T)

nh(T)= 2n011- f(T)] (I)

n,(T) = constant,

with f(0) = 1 and f(TB) = 0. These equations are quite general and form a cornerstone for
SFS. In particular we don't need to assume statistical mechanics of non-interacting particles
to their validity. The holes with temperature dependent density nh(T) are treated in the
superfluid and normal states like conventional charge carriers. Their density of states can
in principle be calculated from the two-fluid formalism [14]. The fact that their density of
states is temperature dependent can be looked upon as coming from the existence of bosons.
With the concentration rule we may proceed to connect various experiments without knowing
the exact band structure and the binding mechanism of the bosons [11,14]. In the normal
states we use a simple linear function f(T) = 1 - T/TB. Since Tc's are zero or very small
in comparison with the boson formation temperature TB we can take f(Tc) ,_ f(0) = 1, as
a first approximation. These features come out of an explicit fit of the model parameters to
experiments in the case of UPts and URu2Si2, to be discussed later in more detail. We assume
the existence of bosons also in the non-superconducting cases. The picture proposed here is
very close to ionization of atoms in gas. There the fraction of non-ionized atoms is given [20]

512 2_IkBT t/2by f(T) = 1 - [1 + (P/Po)(To/T) e ]- , which is linear in a range of temperatures.
Following the concentration rule, the internal energy is taken to be a sum of a boson contri-

bution and the pairing and the spectator fermion contributions

1 2
u(T) = 3kBnoTf(T) + 17hT211 - f(T)l + iT, T, (2)

where7h and7,arelinearspecificheatcoefficientsatT = 0forthetwofermioncomponents.We

willusetheexpressionfornoninteractingbosons,and thereforeEq. (2)representsthesimplest
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approximationone can thinkof.Forf = 0 thisreducestotheconventionaltwo fermionresult
andforf = Iwe obtainthefreebosonand thespectatorcontributions.Inthenormalstatethis
expressionissupposedtobevalidonlydown tofinitetemperaturesnearTcwherethesuperfluid
fluctuationsbecome important.Inthesuperconductingstateone may usetheexpression(2),
exceptthatthebosonpartisreplacedby theacousticplasmoncontributionto be discussed
later. In the BCS-like situation (TB = To, no plasmon sound) we have f(T) = n,(T), where the
superfluidfractionbehavesexponentially,n, _. 1- e"(1-1p), with t = T/Tc, Eq.(2) reproduces
the typical BCS result with a step in the specificheat at To. The expression(2) is therefore
reasonablein the threespecialcasesf - 1,f = 0 and f = n,. Weanticipatethat the calculation
of boson breakingfunction f(T) is in principlepossibleonceweknow the details of the boson
binding,the bandstructureandthechemicallattice.Sofarwearecontentto assumethat the
spectatorsplayan essentialrolein the binding[14].In viewof the fact that the compoundswe
areworkingwith arerather complicated,wethereforeshoulduse a formalism,simple enough,
to enableone to relate variousexperimentswith a reasonableaccuracyas was donein Ref.[14]
forthe 123-case.In what followswe intendto showthat alsotheheavy fermionscan betreated
in this spirit and the resultsturn out to be equallygood.

Eq.(2) givesfor the normalstate the specificheat coefficient

c(T) 3k °(1 _--) + _-ra_-_B, (3)7(T) -_ 2 T n T 3 T: _ -2
usingthesimplelinearfunctionforf(T).At lowtemperaturesthebosoncontributiondomi-
nates,sinceTB _ 300--500 K, and atlowtemperatures(T < 20 K) we obtain

A

7(T) : 7, + _. (4)

This also shows, how the spectators give the linear term in the specific heat in the supercon-
ducting state at T -- 0. At the temperature T8 the linear term reads

3
7(T) : 7° + _Th. (5)

Above TB we obtain the normal metallic behaviour 7(T) = 7° + 7h. Immediately below TB
we obtain linear behaviour and a step at TB. We anticipate that m_ >> m_, therefore the
contribution from the pairing fermions 7h should dominate at room temperature. On the other
hand, already at much lower temperature the boson contribution gets small as compared with
fermion parts, therefore one may be able to separate the contributions from 7h and 7,, since the
latter one can be obtained at least in the superconducting situation from the measurements near
T = 0. Near the localization temperatures TB£ and TFL these expressions have to be modified
in a way to be discussed later. In particular the boson term cannot continue down to zero
temperature but is intruded by the superconducting or the antiferromagnetic transition. Since
these are ordered states, the boson contribution is replaced below the ordering temperature by
the plasmon sound or spin wave contributions, which will give finite entropy.

We have compared the electronic specific heat coefficient 7(T) from Eq. (4) with experiments
in Fig. 1 a) for UBel3 and CeCu2Si2 and in Fig. 1 b) for CeAl3 and CeCu6. These figures are
based on figures (6) and (16) of Stewart [2]. It is seen that this simple theory gives a satisfactory
explanation for the observed behaviour of 7(T) in these four cases. The coefficients A come
out to be nearly the same A ._ 1400 mJ/Kmol corresponding to boson densities of the order
1021cm-3. One obtains this order of magnitude also from the the analysis of the Hall-data,
as we shall see. The model therefore proposes that the large size of 7(T) is due to the bosons
rather than fermions. This means also that the fermions need not be excessively heavy, which is
desirable, since band structure calculations do not produce excessively narrow bands required by
the conventional heavy fermion theories (see Ref. [4], p. 121). In fact the bandwidths obtained
from band calculation are two orders of magnitude larger.

The compounds in Fig. 1 a) become superconducting at very low temperatures, but those in
Fig. 1 b) do not. This simple theory should apply to both types. As we shall see the present
model predicts a glassy antiferromagnetic transition at very low temperatures so that 7(T)
is cut off. For CeAIa this is clearly visible (see Ref. [2], Fig. 15) but for CeCu6 less so. At
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present we are not able to determinethe fermioneffectivemasses veryaccurately. There is
some uncertaintyassociatedwith the possiblenon-linearitiesin f(T) whichno doubt can be
estimatedeasily,but goes beyondthe scopeof this paper. ClearlyEqs. (2)-(5) cannotbe valid
downto zero temperature,as mentionedabove. Forsuperconductingcompounds"r(T)nearTc
is modifiedby superconductingfluctuationsand belowTc the plasmoniccontributionreplaces
the freebosonpart. Fornon-superconductingcompoundsthesuperconductingfluctuationsmay
exist near T -- 0. Theorderedtransitions at Tc or TFL m TN seemto offer a natural cut off for
most HF-compounds.
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FIG. 1. The electronic specific heat coefficient "r(T) for a) UBe13 and CeCu2Si2 and b) CeAh and
CeCu6. Solid lines presents our theoretical result from Eq. (4) with parameters: a) A = 1300mJ/molK
and "r, --_5mJ/molK 2 and b) A ----1500mJ/molK and _° _ 140mJ/molK 2. Experimental points are
from Figs. 6 and 16 in Ref. [2].

III. BOSON LOCALIZATION

A logicalconsequenceof theSFSmodelis theWignercrystallization(WC)ofbosons,because
at a certaintemperatureTBL, whichliesin betweenT¢ and TB, theirdensitydiminishesbelow
the critical valuecorrespondingto r, = 170 [19]. The localizationtemperatureTBL can be
estimatedfrom the conditionfor the criticaldensity,

nw° nof(rBL)no(l--T.n/r.).O.16.102`---- cm -a, (6)

where m is the electron mass and the boson mass mB -- 2ms. This order of magnitude
estimate corresponds to a jellium background and may be inaccurate for backgrounds prevalent
in the heavy fermions with spectators and the chemical lattice. Most likely, however, such
a transition does take place, and the main consequence is that the bosons become gradually
delocalized below TBL. The measured carrier densities in HF-compounds are of the order of
magnitude 1021cm-a [6], close to those required by Eq. (6). Above TBL the bosons cease to be
active charge carriers.

A fully consistent thermodynamical description of the localization is not attempted here for
the following reasons: Above TBL the bosons continue to decay into holes with approximately
linear temperature dependence, as deduced from Hail-measurements. Because of this decay,
the Wigner crystal is never complete. Since the boson localization phenomena occur at mod-
erately low temperatures, the Wigner crystal is never in thermal equilibrium, and one expects
a glassy behaviour. The situation is further complicated by the lattice which can cause par-
tial localization of the bosons even below TBL. This is presently the main uncertainty which
clearly affects our calculation of the coefficient A in Eq. (4) with density no deduced from the
Hall-measurements.

The Monte-Carlo-calculations by Ceperley et al. [18,19] indicate, that the energy densities of
Coulomb liquid and crystal states are not very different, therefore the associated specific heat
jump may be small at elevated temperatures. For these reasons the liquid-crystal transition is
very rounded and shows up most clearly in the Hall density which well above TBL is determined
solely by the holes. This explains the near linearity of nH (T) observed in virtually all compounds
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above the coherence temperature, which we associate here with TB_. We actually do not
exactly know what f(T) to use between Tc and TBL, therefore we have used the following
purely phenomenological description: Divide the density of bosons below TBL into localized
and delocalized portions with a phenomenological function _(T) such that the density of mobile
bosons is

nBDL(T) = nof(T)_(T) .._n0(1 - T/TB) _(T), (7)

where _ = a _< 1 for T << TBL and _ = 0 for T >> TBL. Here a < 1 means that a fraction
(1 - a) of the bosons remain localized for T << TBL. Localized bosons continue to produce
holes with linear rate f(T). This was previously [14] used successfully to explain the Hall effect
in the high-T_ case. The existence of bosons in the normal state was also used to explain the
"reservoir" effect for 123-compounds.

The function _(T) can be obtained from the experimental Hall coefficient R.b o¢ nh(T) -1.
The effective Hall density (in the ab-plane) reads

2n0(1 - f(T)) _- 2noT_, for T :_ TBLnH= 2n0(1 f(T)) + 2nof(T)_(T) _- 2n0T_ + 2n0(1 -- T/TB)_(T), for T <_TBL. (8)

These equations together with the Hall-measurements can be used to fix TB as well. The
localization explains the minimum in nfI, a feature which seems to be as common for heavy
fermions as it is for high-To superconductors [14]. We have shown for 123 compounds [14] that
f(T) is a universal function.

The Hall density in the normal state together with the experimental data of Lapierre et
aL [21] and Schoenes et al. [22] is shown in Figs. 2 a) and 2 b). The theoretical curve in Fig. 2
a) for UPt3 was calculated using Eqs. (8) with the phenomenological boson localization factor
of the type

[ (r--6-K-' I_(T)=exp 3.5 \T_ 50 Klj ,6K<T<50K. (9)

Similar function was used also for URu_Si2 in Fig. 2 b).
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FIG. 2. a) The Hall density in the normal state for UPt_ from Eq. (8) together with the experi-
mentd data of Lapierre et al. [21]. Theoreticd result is obtdned by using parameters: T_ ----500 K,
fc ----.88, no = 4.95- 1021cm-s _nd a ----1. b) The Hall density in the normM state for URu2Si2
from Eq. (8) together with the experimental data of Schoenes et al. [22]. Theoretical result is obtained
by using paxametets: TB ----350 K, f¢ = .98 _nd no ----5.7 • 1021cm-3 and boson localization factor

i'/ x'l

14(T--18 K')] for 18 K <T< 110 K.
_(T) ----.36- exp

We overlook the further complication, that the spectators could bring in a more complicated
two-band Hall behaviour. The fact that, Hall coefficient with H J _ is nearly constant whereas
the one with H II_ changes with temperature above TBL [23], gives evidence that band mixing
is small, therefore this point is not fully understood at present. The outcome of Eq. (8) for
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two compounds, UPta in Fig. 2 a) and URu2Si2 in Fig. 2 b) gives us their Ts-values and
the localization temperatures. The reason for selecting these two HF-compounds is that they
representthe two main cases with respect to fermionlocalization: In UPt3 the antiferromagnetic
transition turns out to occur in the superconductingstate and for URu2Si2in the normal state.
In both cases nit-curves show slight upwardsbending forT > TBL and the TB-values are of the
order 300-500 K. The localization temperatures are TSL ,_,30 K for UPta and approximately
50 K for URu2Si_.

Also the experimental specific heats show structure associated with TBL and TB. The ap-
proximate separation of the electronic part AC by Renker et al. [24]shows a broad maximum
for UPt3 near 30-40 K and a peak near 300-500 K. We expect that the pairing fermion band
and the spectator band rearrange themselves near TB, which could also show up in the elec-
tronic specific heat. The broad maximum at 30-40 K can be interpreted in terms of Bose glass
transition associated with boson localization. A qualitatively correct behaviour is obtained by
taking a linear superposition of the Bose liquid and the crystal internal energies _nB(T)kBT
and 3nB(T)kBT for the boson liquid and solid, respectively,hence

AC = [ _nokB--_ [Tf(T)(2 - _(T))] + 7.T + -_'rhIt - f(T)] T , for T < TB (lO)L(Ts + 7h)T , for T > TB "

The total electronic specific heat from Eqs. (10) is compared with the data of Renker et ai. [24]
in Fig. 3 for UPt3. The agreement is rather striking. In particular the boson formation temper-
ature TB shows up clearly in both compoundsas a peak with quadratic temperature dependence
near TB. Just above TB we predict a jump by amount ½7hTBin the specificheat. Unfortunately
the data do not go high enough in temperature to show the jump. In the case of URu2Si2one
obtains from Renker et ai. [24] similar picture except for the peak near the antiferromagnetic
transition at TN = 18 K, which will be discussed later. In the latter case the jump at TB shows
up.
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FIG. 3. The electronic specific heat for UPtz after Renker et al. [24]. Solid line is our result

from Eq. (10 with parameters: 3', = 0 and 7h = 16mJ/molK2. Dash-dotted line is the result with
7, = 4mJ/m olK_ and 7h = 16mJ/molK_.

The boson localization temperature TBL limits the attainable transition temperature T¢,
since TSL > Te. By Eq. (6) one should make the effective mass mh small to increase TBL and
thereby the To. At the same time the backgroundcan also have a decisive effect. In Ref. [14]
we found effective mass mh "_m_ and the estimate for UPt3 is 5-20 electron masses.

IV. FERMION LOCALIZATION AND THE ANTIFERROMAGNETISM

Since the Wigner crystallization takes place independent of the statistics, also the pairing
holes must become localized at some temperature TFL < TBL, since their density vanishes at
T = O. Assuming that TBL is known, we can actually calculate TFL from Eqs. (1) since the
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bosons have double charge and mass. The crystallizationdensitiesof holes and bosons are
therefore related by

2no[1 - f(TFL)] -- no.f(TBL) Q. (11)64

The factor Q takes into account the fact that the background here is not jellium, which would
correspond to Q = 1 and ro = 170. For the superconducting compounds we have to make
distinction between the two cases TFL < T_ and TF£ > T_. It is well known that for fermions the
spins are in antiferromagnetic arrangement in the Wigner crystal phase for jellium background.
In this connection one should remember that for somewhat higher densities, hence here above
TFL, the holes may form a spin polarized liquid. The direction of spins may be strongly
influenced by non-jellium background effects, but WC-localization offers a natural explanation
for occurrence of antiferromagnetism in the HF-compounds. If the antiferromagnetic transition
takes pin e above Tc we obtain from Eq. (11), by using the linear approximation for f(T),

TB (1 - TBL )Q _ TB Q (12)TFL=
Depending upon the values of TB and Q this gives TFL > 1 K. The main source of inaccuracy
in Eq. (11) is the factor Q and the sensitivity of the left hand side to possible non-linearities in
f(T), which show up in the experiments for the Hall densities illustrated in Figs. 2 a) and 2 b).

The fermion localization at TN -- 18 K explains also the sudden drop in nH for URu2Si2
apparent in Fig. 2 b). The amount of the drop is larger than we would expect. This we
believe is coming from spectators and for a quantitative calculation of the drop one should
use a two-band formula. The main point we want to make is that the strange behaviour of
URu2Si2 Hall coefficient is understood with the boson and fermion localizations. This includes
also the different behaviour for UPta. Conversely the Hall density nH is like a map where the
localization effects can be read out.

To carry out a calculation of TF£ one must first determine f(T) from experimental data on
Hall effect, specific heat etc.. As an example we show how to calculate TFL for UPt3, where
the antiferromagnetic transition supposedly occurs in the superfluid state. Another example
we have been able to carry through with reasonable accuracy is the superconductor URu2Si2,
where TN ----TFL _. 18 K in the normal state. We start the discussion with UPta. Using the
Hall data, the specific heat data and the exponent relations derived by Kallio el aL [12] we
have determined the boson breaking function f(T) and the superfluid fraction n,(T) using the
functional form (t = T/T€)

f(t) = n,(t) + I(To)t 4-5_/3

n,(t) = 1 - at "1- (1 - a)e _O-11t). (13)

The philosophy behind these terms is of course that the functions f(t) and ns(t) have direct
connection with experiments and the exponent "r is limited by the two-fluid model to the range
0 < 7 < 1.5. For UPta we use the specific heat data of Midgley et al. [25] and Hall density data
of Lapierre et al. [21] to obtain for the parameters the values 7 = 1.42, f(T) = .88, a = .91,
and _€= 3.5. In the normal state we therefore obtain

f(T) = .88(1 - T/TB) ,TB _--500 K. (14)

In calculating the specific heat we used Eq. (2) with the boson contribution replaced by the
plasmon term [14]

_r2 (kBT)4 (15)upz- 30[hu(T)p'

where ul(T) is the plasmon sound velocity (see Eqs. (16) and (17)). The data for UPta are
extremely well fitted with these functions. As an example we show the specific heat in the
superfluid state in Fig. 4 a). Because of the low value of To, .f(Tc) is nearly unity justifying our
approximation f(T) = 1 -T/TB in Eq. (3). The value of exponent 3' = 1.42 in Eq. (13) is close
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to the one obtained for 123 in Ref. [14] (7 = 1.3) as well as the gap parameter _ = 3.5 instead
of 3. The small coefficient .09 in front of the gap term makes n, (t) to have nearly power-law
behaviour. The most dramatic difference between the HF. and high-To compounds is the pair
breaking at Tc which gives fc _ 1 for former and fc _ .6 for the latter. For URu2Si2 it comes out
close fc -_ .98. The physical explanation for this is the low value of Tc for HF-compounds. The
heavy fermions are therefore further away from the BCS than the high-To superconductors, in
view of the fact that within the present framework fc = 0 for BCS. Since the boson densities are
not very different for the high-To and HF-compounds, simple Bose-Einstein model for heavy
fermions would give, with moderate boson mass mB < 10me, right order of magnitude for
Tc [14,26]. Without boson breaking this model would, however, have difficulties in explaining
the localization phenomena discussed here.

a) b) i_

o

o .1 .2 .1 .4 .5 ._; o 0 .2 .4 .6 .I I
T (K) T/T€

FIG. 4. a) The experimental specific heat for UPta from Ref. [25] together with our theoretical
result. For f(t) we have used parameters: fc = .88, "t= 1.42, a = .91 and _ = 3.5. The used spectator
contribution 3',= 130m-l/molK2 is muchlarger than the one obtained from Fig. 3. b) The experimental
specific heat for URu_Si2 from Ref. [30] together with our theoretical result. For f(t) we have used
parameters: fc = .98, 7 = 2.16, a = .987 and _ = 3.6. The spectator contribution comes out to be
7, = 23mJ/molK 2.

Knowing the boson breaking function f(T) for UPt3 we can now calculate the Wigner crys-
tallization temperature TFL for the holes to be about 20 inK, close to the experimental value
18 mK found for the extra peak by Schuberth et al. [17]. Our result is obtained from Eq. (11)
with Q = 1. Since in the Wigner crystal for the holes the spins are in the antiferromagnetic
arrangement,we proposethatTFL = TN, the N_eltemperature.

Although the properties of the antiferromagnetic transition may be affected by the chemical
lattice, we may explain some properties, like the specific heat peak, by the Wigner crystal
model below Tlv. Since the transition takes place at low temperatures, we may use the sound
mode approximation for the WC specific heat. The excitation modes of WC have been studied
theoretically by Carr [27]. According to his calculations the Wigner crystal has two transversal

sound modes, with the density dependent sound velocities u_ cc r71/_. In the present case this
translates into the temperature dependence [14]

Uj.(TFL) r 1 _ f(T) ] 1/6 (16)U.l.(T)
L1 - f(TFI,)J "

In the case of pairing fermions forming a liquid, the longitudinal sound velocity ul(T) was
determined by the relation

r'-.f(r)11":'
ul(T) = ul(Tc) LX-/-'_-_)J " (17)

Despite of the pairing fermion localization the two-fluid philosophy remains the same: The
normal liquid density in the superfluid system consisting of bosons and holes, is obtained from
the bosonic (sound modes, spin waves) and fermionic excitations (boson breaking). The latter
ones are determined by [1- f(T)] which should be determined by the chemical equilibrium, but

216



we choose to follow the philosophy of Ref. [14] and try to determine f(T) from experiments,
if possible. One uncertainty remains: Are the sound mode or the spin waves the dominating
feature in the bosonic excitations, which determine the specific heat in the superfluid state?
The data on UPts is insufficient to give an answer, because TFL is so low. If the transition
takes place in the normal state, we believe that immediately below TFL the boson part in the
specific heat will be dominated by the spin waves as compared with plasmonie contributions.
This will be apparent in URu2Si_, to be discussed later. Much below TFL the spin wave
dominated specific heat would go to zero exponentially when T -- 0 since there is the gap,
which experimentally turns out to be rather large. We expect this to be true also for non-
superconducting compounds: The giant bosonic specific heat coefficient is cut off at TFL = T_r,
because in the antiferromagnetic state the bosonic coefficienthas to be replaced by the plasmonic
contribution. We of course do realize, that some of the HF-compounds, so far, show no order
whatsoever, below the lowest temperatures measured. One such example is CeAIs, with 7(0) _.
18.5 mJK-2cm -3. However,below 0.32 K for this compound the specific heat coefficient 7(T)
starts reducing, which can be interpreted as coming from a glassy antiferromagnetic transition
(See Ref. [2], Fig. 15). One should also beware of that some of the antiferromagnetie transitions
can have a different origin.

The antiferromagnetic Wigner crystal made of the holes is also never in equilibrium because
their number density is changing with temperature and one has vacancies and/or the full WC-
order can never be extended in practice. For this reason one should expect also here spin glass
behaviour. In the high-T_ case the situation should be similar: The antiferromagnetic transition
of holes should take place at about 1-2 K, if one uses Eq. (12) and the f(T) determined in
Ref. [14]. This is born out in the experiments on Bi2Sr2CaCu2Os by Caspary et aL [28],
who separated out the electronic specific heat in this temperature range and found broad
maxima of "},(T)at different magnetic fields. These maxima were interpreted as spin glass
behaviour by Caspary et al., for different reasons though. Several other high-To compounds
show antiferromagnetic transitions at low temperatures below T¢.

A further feature easily understood within the present model is that the antiferromagnetic
specific heat peak should exist even in magnetic fields higher than He2, because the bosons
still exist, and hence their decay into holes occurs independent of superconductivity. This was
indeed observed in UPta by Schuberth et al. [29].

800

_0_ f

|

0 .2 .6

Tt_

FIG. 5. The experimental specific heat for UPt3 from Ref. [25] together with our theoretical result,
with doublepeak at To. For spinpolarizedliquidwehaveusedparameters:T2"= .47 K, which
correspondsT_-= .904._ ands- = 3.5. Forunpolarizedliquid:_ = .52K, s+ = 4.3. Exponent
7 = 1.41and coefficienta = .91are the samefor both liquids.The gray lineshowsour result for
unpolarized liquid below T_-.

In the MonteCarlo calculationsof Ceperleyet al. [18,19]it wasfoundthat forr, < 100-170
(hence T > TFL in our case) one obtains a spin polarizedliquid and below ro = 60 - 75
unpolarized liquid. Since the energydifferencebetweenthe two liquids is verysmall and in
UPts we have chemical lattice differentfromjellium, the possibilityexists that the double
peak near T¢ _ .5 K is explainedby the phase transition betweenthe two types of pairing
fermionliquids. In fact, if one makesuse of .f(T) deducedfromexperimentsand assigns for
TFL = .02 K the value r, = 170,we obtain at Tc the value r, = 60, whichis close to the
value75 obtained by Ceperleyet al. for the crossingof the polarizedand unpolarizedliquid
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energies. This interpretation of the double peak would be in agreement with the domain
structure found by Midgley et ,i. [25],since the energies for the two structures are close. The
associated domain strtlcture could also be a reason for the metamagnetism observed in several
compounds. Since the Tc's are low it would also occur in the normal states. We stress that the
present interpretation preserves 1S0-order parameter for the superfluid. Actually the r,-limits
for Wigner crystal of fermions are numerically uncertain even for jellium background due to
the fact that the GMC-method is strictly speaking "exact" only for Bose systems, as discussed
by Ceperley et al. Since we have a different background, the right hand sides of Eqs. (11) and
(12) can have sizable Q-factors, which can only be determined experimentally, owing to .the
complicated background and the glassy nature of the Wigner crystal transitions. We believe,
however, that the order of the two localization temperatures remains always the same, i.e.,
TBL > TN.

V. CONCLUSIONS

If we identify the pairing holes belonging to f-band in the SFS case the following picture
emerges: The f-electrons combine into bosons at high temperatures T < T8 which remain
localized down to temperature TBL. In the temperature range TBL < T < TB the chemical
equilibrium requires existence of mobile f-holes with density nh "-. 1 - f(T) _ T/TB, where
f(T) is a universal function. At very low temperatures the pairing fermions suffer a glassy
antiferromagnetic transition at TN. This explains the existence of superheavy quasiparticles in
dHvA-experiments, which then, near Tic, measure the distribution of masses near a localization
transition.
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An Electron Tunneling Study of Superconductivity
in Amorphous Snl_xCu_ Thin Films

D. G. Naugle, P. W. Watson III and K. D. D. Rathnayaka
Physics Department, Texas A_AM University, College Station, TX 77843-4242

The amorphous phase of Sn would have a superconducting transition temperature near 8 K, much higher
than that of crystalline Sn with T_ = 3.5 K. To obtain the amorphous phase, however, it is necessary to
use a Sn alloy, usually Cu, and quench condense the alloy films onto a liquid He temperature substrate.
Alloying with Cu reduces the superconducting transition temperature almost linearly with Cu concentration
with an extrapolation of T¢ to zero for _: = 0.85. Analysis of the tunneling characteristics between a normal

metal electrode with an insulating barrier and superconducting amorphous Sn-Cu films provides detailed

information on the changes in the electron-phonon coupling which determines T¢ in these alloys. The change
from very strong electron-phonon coupling to weak-coupling with the increase in Cu content of amorphous
Sn-Cu alloys for the range 0.08 < x < 0.41 is presented and discussed in terms of theories of the electron-
phonon coupling in disordered metals.

I. INTRODUCTION

It has been shown by many researchers that amorphous metals have dramatically different su-
perconducting characteristics from their crystalline counterparts. 1-3 Knott and Barth 4 found that
the transition temperature, To, of an amorphous Sn0.gCuo.1 alloy was almost 7 K, as opposed to
3.6 K for crystalline Sn. Their tunneling measurements also showed that it is a strong-coupling
superconductor. Leitz s and Dutzi and Buckel6 reported that the Tc of amorphous SnCu alloys de-
creased linearly with the Cu concentration. Heat capacity measurements of amorphous Snl__Cu_
films (0.47 < z < 0.75) determined that Or, increases with increasing copper concentration. 6 The
results were interpreted in terms of the McMillan 7 expression for T_,

_o ] 1.04(1 -4-_) ]
T_ - 1.45 exp [- A--_-:_-+-0-_2A)J (1)

where A is the electron-phonon coupling constant, _" is the repulsive Coulomb electron-electron
interaction, and 0v is the Debye temperature. With the assumption of a constant value for/_', they
concluded that while 0o was increasing, evidently A was changing in such a way as to cause a linear
decrease in T_. Dyness has developed a better approximation for the transition temperature,

T_ (co) exp [ - 1.04(1 + A) ]= 1.2----0 _ ---_--_-0-_2$)J (2)

where (co)is the average phonon energy, in which (co) doesn't necessarily scale with 0D. To iden-
tify the parameters responsible for the linear decrease of Tc with the copper concentration for this
strong-coupling simple metal amorphous superconducting alloy, and investigate in detail the ex-
pected change from very strong-coupling to weak-coupling behavior in an amorphous metal alloy,
we present tunneling measurements which have been analyzed to provide (co),_,/_'and the frequency
dependence of a2F(w) for 0.08 < x < 0.41.

II. EXPERIMENTAL DETAILS

The UHV deposition system and cryostat have been described previously 9, but the liquid-helium
thermal shield has been modified to include a movable mask consisting of the horizontal and vertical
slits needed to form the tunnel junctions. This allowed the entire junction to be fabricated in the
UHV system and oxidation of the counterelectrode in pure O2 at an elevated temperature instead of
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in ambient room air. This in situ fabrication technique was essential to preparation of high quality
junctions with reproducible junction resistance and low leakage characteristics.

The tunneling base electrode was made by evaporating aluminum through the horizontal slit in
the liquid-helium shutter. The resulting film, 0.25 mm wide and typically 1300A thick, was then
oxidized in 1 atmosphere of dry oxygen at _85°C for about 14 hours, resulting in a barrier oxide
layer about 23._ thick. The system was then pumped overnight to a pressure of approximately 10-9
Torr after which the substrate was heated to ---60°C for two hours and then immediately cooled to

liquid He temperature. Four SnCu films were e-beam evaporated sequentially, each deposition from
an alloy ingot. The resulting films were 1 mm wide and typically 400A thick. The base pressure
before evaporation was less than 2 x 10-1° Torr with the pressure during evaporation in the mid
10 -9 Torr range. Heating the substrate just before cooling to liquid He temperature was essential
to prevent a zero-bias anomaly in the tunneling data that exhibited a -In T dependence similar to
that produced by sub-monolayers of molecular oxygen deliberately deposited on the counter electrode
prior to junction formation in studies by Bermon and So.1°

The electronics and experimental apparatus are described in more detail elsewhere. 11

III. DATA MEASUREMENT

A. Energy Gap Determination

The input parameters to the McMillan-Rowell inversion program are the energy gap, A0, and the
deviation from a BCS-like superconductor. The deviation is calculated using the measured A0 and
the normalized tunneling density of states obtained from the raw data. Since the deviation strongly
depends on A0 in the low bias voltage region where the BCS density of states is changing rapidly, an
incorrect determination of A0 can have a large effect on the deviation. This, in turn, can cause large

differences in ct2F(w) and/_" cMculated by the inversion program. Thus, an accurate determination
of A0 is essential in order to obtain meaningful results from the inversion program.

The determination of the energy gap is straightforward, involving the measurement of the leak-
age conductance and the superconducting state first derivative in the region of the gap, and was
usually measured immediately after the normal state derivative. The substrate was cooled to the
lowest temperature possible, ---1.5 Kelvin, while the resistance of the aluminum counterelectrode
was monitored to make sure it showed no signs of superconductivity.

The leakage conductance was measured by balancing the bridge at zero bias using the smallest
AC signal possible, typically less than 0.5FzV. This gives Rmax, which is directly related to the
leakage conductance since it should be infinite. For "good" junctions, the leakage conductance was
usually less than 4% of the normal state. Zero bias was achieved by disconnecting the current
sweep generator. Also, the filters were disconnected since the junction resistance was an appreciable
fraction of the filters' reactance.

The superconducting state first derivative was measured with a lock-in amplifier with an AC signal
typically less than 5/_V and a 300 msec time constant. A very rough estimate of the gap A0 was
obtained by determining the voltage at which the resistance matched the high bias resistance. The
bias voltage was swept starting at about --3A0, through zero, to about 3A0, taking typically 20 to
30 minutes with data points about every 2/IV. The sensitivity of the lock-in amplifier was set such
that the lock-in didn't go off scale until the absolute value of the bias voltage was less than A0.
The normal and superconducting first derivative data were then smoothed and interpolated with an
increment of 5_tV. Data where the lock-in was off scale was not used.

The energy gap was basically determined from fitting the tunneling density of states, NT, to the
BCS density of states. This, however, is complicated by three factors: 1) the tunneling density of
states is shifted slightly with respect to bias voltage due to the time constant of the lock-in amplifier;
2) the normal state first derivative data is shifted vertically from that of the superconducting state
because the resistance of the film over the oxide layer is not negligible compared to the junction
resistance; 3) there is a small leakage conductance. The leakage conductance is easily accounted
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for by subtracting it from both the superconducting and normal state data. In terms of what is
measured,

NT -- _rS -- O'L -- Rs -- R=.=
_N -- trL 1 -- _B_U_ (3)

/_max

where RN(Rs) is the first derivative in the normal (superconducting) state. The vertical shift in
the normal state data is easily accounted for by introduction of a variable parameter, Yoffset,and a
change of variable, R_v = RN + Yoffset.

The temperature dependent tunneling density of states in the BCS approximation is given by

dI, n/dY /oo N_(E) d f(E - eY)NT (eV, T) - dInn/dV - .,-co dE N1 (0) "dV

,_ e#(E-eY)

= fl dE NBcs(E)(1 + e_(E-'v))' (4)

where NBcs(E) = [E[/(E 2 - A02)112,and/_ = (0.08617T) -1 in units of meV -z. The shift in the
density of states with bias voltage is accounted for by introduction of another variable parameter,
Zotrset, and a change of variable, E' = E + zofrset. The variables A0, yotrget,and zotrset were varied
to give the best least squares fit between equations (3) and (4). This procedure is repeated for at
least three different sets of data and the resulting A0's compared for consistency.

B. First Derivative Measurement

The tunneling density of states involves the measurement of the first derivatives in the normal and
the superconducting states over the phonon frequency range. This is similar to the measurements
needed to determine the energy gap, and in fact, the normal state first derivative had to be measured
prior to actually determining the energy gap. Figure 1 is an example of the raw data for Sn0.rsCu0.22.
At this stage, the AC signal was typically about 100pV so that thermal smearing was the dominant
factor in the resolution of the data. Again, a 300 msec time constant on the lock-in amplifier was
used, and the data was swept as slowly as possible, taking almost an hour to sweep from 0 to 50mV.
Initially, data was taken with the SnCu film biased both negatively and positively. However, the
junctions are not symmetric about zero bias 1_, as can easily be seen in Figure 2, which is a plot of
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FIG. 1. Rawdata for the normalstate and super- FIG. 2. The normal state first derivative raw
conducting state first derivative, data.
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the normal state raw data. Because the junction resistance changes much more rapidly with the
SnCu film biased negatively, the signal-to-noise ratio for this polarity is lower. Thus, since each
polarity contained identical information, only the positively biased data was used.

The normal state first derivative was obtained by heating the substrate above the transition
temperature. Since the SnCu film has a resistance in this state, this causes a small displacement of
the measured first derivative above or below that measured for the superconducting state, depending
on the resistivity of the film as compared to the junction resistance. Consequently, one must manually
shift the data so that it matches the superconducting state at high bias voltages. Therefore, data was
taken up to a bias voltage much higher than the maximum phonon energy. Thus, both the normal
and superconducting state data were smoothed and interpolated with an increment of 0.05mV. The
average difference was then calculated from 40mV to 50mV, and the result used to adjust the normal
state data. The tunneling density of states is then given by equation (3).

7 _ • . , . . IV. RESULTS AND DISCUSSION
%

6 _ Measurement of the superconducting transi-
tion temperature agree very well with that of

5 %. others, as seen in Figure 3. Thus, the linear de-
_. pendence of Tc on the copperconcentrationis

.-. 4 . confirmed.
v TableIshowstheresultsofthetunnelinganal-
_o 3 _ ysis,where

° ff2 .. =2 -1 (5)
1' q:

(f(w)) = _ c_2(w)F(_v)f(w)w-1 dw

_ 0".10:2 0:3 '0:4 0:5 0:8 0:7 0:8 0:9 1.0 0JIog = exp(lnw)
x

Wminis the minimum frequency for which there
FIG. 3. Transition temperature as a function of is useful tunneling data. Also, the value of #*

copper concentration. The filledcircles arefrom this obtained from the inversion program is scaled
study, the triangle is from Knorr and Barth4, the to the arbitrary integration cutoff frequency Woo,
open circles are from Leitz s , and the squares axe from but _* (Wph) is the parameter appropriate for cal-
Dutzi and Buckel6. culating To.13It has been rescaled to the phonon

cutoff frequency Wph by

1 I (0:co)
p*(Wph)--#*(woo)+ In\OJP h , (6)

Therefore,allvaluesreportedwillbe#*(Wph).
InFigure4,2Ao/kBTcand A areplottedasa functionofcopperconcentration.Both2Ao/k_Tc

and A0 decreaselinearlywithincreasingcopperconcentration.Evenat41 at.%copper,thevalueof
2A0/k_T_isstillwellabovetheweak-couplingBCS valueof3.52.The variablesinDynes'equation
forTc areA,#*,and (w).ValuesofA determinedfromthetunnelingmeasurementsdecreasewith
Cu concentration,whilep* appearstoberelativelyconstant(TableI)atabout0.10,whichisquite
differentfromthevalueof0.04foundby Knorrand Barth4. (o_)increaseswithincreasingcopper
concentration,whichcouldbeexpectedsincetheaveragemassperatomisdecreasing.ValuesofA at
higherCu concentrationsdeducedfromvaluesofT0and0D withtheMcMillanequationalsodecrease
withCu concentration,6 buttheconcentrationdependenceismuch weakerthanthatdetermined
fromtunnelingmeasurementson thelowerCu concentrationalloys,andthereisa largediscrepancy
in the magnitude of A determined in the tunneling measurements and that inferred from 0o and T_
in the one region where the Cu concentrations are similar. This illustrates the now well known fact
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TABLE I. Tunneling results. Rj is the junction resistance at 20meV. _'min is the mini-
mum energy for which there is useful tunneling data. The other quantities axe defined in the
text. The parameters OJmin,t_ph and woo are given with respect to the energy gap edge, Ao.

Sample SnCu#34-1 SnCu#33--4 SnCu#35-3 SnCu#35-4 SnCu#28-4 SnCu#40-3 SnCu#42-3
Concentration Sno.9_Cuo.o8Sno.ssCuo.12Sno.sTCu0.13Sno.aTCuo.13Sno.TsCuo.22Sno.72Cuo.2sSno.59Cu

Tc (K) 6.865 6.332 6.302 6.283 5.585 5.068 3.905
R, (_) 50 117 57 65 5o 168 28

Ao (meV) 1.348 1.216 1.200 1.205 1.03 0.906 0.670
2Ao/kBTc 4.557 4.457 4.437 4.432 4.280 4.149 3.982

Leakage(%) 1.4 1.2 0.9 0.9 4.0 4.5 4.0
Wmin(meV) 1.40 1.70 1.20 1.60 1.25 1.90 1.90
hYph(meV) 21 23 24 24 23 24 24
woo(meV) 110 110 110 220 110 110 110

A 1.80 1.72 1.78 1.73 1.35 1.33 1.01
_t_*(_4/ph) 0.089 0.114 0.118 0.116 0.079 0.113 0.090

(w)(meV) 4.656 4.965 4.809 4.925 5.215 5.504 5.980
{w2)112(meV) 6.296 6.667 6.519 6.624 6.861 7.193 7.700
_og (meV) 2.750 2.993 2.838 2.961 3.222 3.456 3.872

2.00 ' 3.0 that the McMillan equation does not provide ac-

1.75" oa_ curate values of _.Allen and Dynes13, however, point out that4.8
1.50. equation (2) was derived with only one shape for

a2F(w). They investigated the dependence on
1.25' ._-----o o 4.6 _u the shape of aSF(w) and found that the equation

,_ 1.00' =_ _ should be modified to be
eo o 4..4. ,_

0.7' t"q. Tc .,fl fs O_logexp [ - I_i'_-_) ]• ,, 1.2 1.20 A- # (1 + 0.62)_)J (7)
0.50 =

0.25 *"-_ _.0 where

0:1 0_. 0:,3 0:4 0:5 0.6 0.7 0:8 0:,= 1 .8 fl -----[1 + (_/A1) 3/2] 1]3,
o.oq

x

fs = 1+ (_2/Wlog - 1)As
FIG. 4. A and 2Ao/kaTc as a function of As+ A2 '

copper concentration. The circles axe from A1 =2.46(1+3.8p*),

this study, the squares axe from Knott and As : 1.82(1+fi.3p*)(_2/Wlog),Baxth4, and the triangles axe values of A from
Dutzi and Buckel 6 using McMillan's Tc formula. _2 = (W2)I/2

The functions fl and f2 are fairly close to unity for the case of SnCu, so this essentially changes the
prefactor to involve Wlog instead of (w). However, Wloghas a dependence on copper concentration
similar to that of (w).

Figure 5 shows the prediction of the Tc using both equation (2) and equation (7). Neither equation
gives very accurate results. Equation (2) consistently overestimates Tc by as much as 20%, whereas
equation (7) consistently underestimates it. Thus, caution also should be used in routinely relying
on these equations to find the microscopic parameters of a superconductor given its To.

Figure 6 shows plots of the aSF(w) data found for the amorphous SnCu films in this study. As
can be seen, c_SF(w) is smeared out with increasing copper concentration. There is definitely a shift
to higher energies of the low energy structure, as well as an overall decrease in amplitude. The peak
at ,_13meV also disappears. Whether this is due to a shift to lower energies, or only to a broadening
and decrease in amplitude, cannot be determined.
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FIG. 5. Comparison between experimental and FIG. 6. a2F(w) as a function of energy showing
calculated values for To. The filled circles are the data for copper concentration x = 0.08, 0.28,
experimental values from this study. The open 0.41.
circles are calculated using equation (7), and the
open squares are calculated using equation (2).

As mentioned previously there is a minimum energy, Wmin,above the gap edge up to which the
experimental tunneling data is not useful. One cause of this is the effect of a non-zero temperature.
The inversion program uses the T = 0 equations to obtain its results. Thus, temperature broadening,
and especially taking the superconducting data at a temperature that is an appreciable fraction of

•the transition temperature, is not taken into account by the program. This will have the greatest
effect near the gap as the data is changing rapidly there. The other major cause is the difficulty
in taking data near the gap. The data was taken as a function of bias voltage by sweeping a DC
current through the junction. Thus, there is a constantly changing bias voltage. This, coupled with
the use of a lock-in amplifier, always results in a small offset and smearing of the data no matter
how slowly the data is taken. In this respect, it would be better to use a computer-controlled voltage
source that was sufficiently free of noise. Again, since the data is changing very rapidly near the
gap edge, the largest effect would be seen there. Since it is not really possible to say at what point
the data is good, the parameter Wminis somewhat arbitrary. Generally, it is set to the maximum
energy that still gives a smooth a2F(w) and doesn't add any extraneous structure. Again, this is
somewhat arbitrary, so the additional condition that it maximizes the fit to the tunneling data was
used.

Because the tunneling data is not used up to O$min,a functional form for a2F(w) must be used
for this region. For most materials, this form is w2 and comes from the Debye theory for F(w),
assuming that a2(w) is constant. This is usually a good approximation; however, for the SnCu films
of this study, it was necessary to use a2F(w) oc w to fit the tunneling data. Knorr and Barth 4
also needed a linear dependence on w for a2F(w) at low energies for amorphous Sno.9Cuo.1. Their
results prompted theoretical studies for amorphous s-p superconductors 14-16 which resulted in the
following theoretical expression for cx2F(w) at low frequency,

re2EF N(0)pl
_2F(w) =[_ jw- Aw (8)

where N(0) is the electronic density of states at the Fermi energy in states/eV-atom-spin, p is the
resistivity, M is the atomic weight, m is the electronic mass, and v is the speed of sound. The
assumption of small q such that w = vq for the phonons has been made, and
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1(v 3) -- 3 +

where vz and vt are the longitudinal and transverse sound velocities, respectively. Following the
approximations made by Poon and Geballe zS, the free electron model is used to obtain

h2]c2
F

EF 2m

N(O) = ink. U
7r2h2 pmAo

with Pm being the mass density of the alloy, and Ao is Avogadro's number. Also, @3) oc MO3/pm;
thus,

A oc h3k_pA°
6rrSrnM O3 (9)

Poon and Geballe zs then determined the constant of proportionality for PbBi with known values
of 0D and (v3) which they assumed was the same for amorphous SnCu, 11.56. This can then be
written in terms of (co) using McMillan's Tc equation by 0t, = 1.45@)/1.20. Thus,

ll'56hak_pA° ( 1"20"_3 (10)
A= 67rSrnM(w) 3 \1.45]

The Fermi wavevector, kt is given by

Z = (1 - x)Zs, + x Zc, ,

where Zs, and Zc, ' are the valences of the pure elements counting s- and p- states only, one for
copper and four for tin. The mean number of atoms per unit volume is _7oand is given by

rlo z = (1 - x) Ms`` Mc"
+ XAopc,,

where Mi and Pi are the atomic weights and the mass densities of the pure elements.
This allows calculation of the slope of a2F(co) to be made. Figure 7 shows a comparison between

these calculations (open circles) and experimental data (closed circles) from this study. The agree-
ment is surprisingly good considering the number of approximations made. However, this agreement
is probably fortuitous, since use of values for 0D from recent heat capacity measurements 17 in equa-
tion (9) gives very poor agreement (the open squares of Figure 7). Figure 8 shows 0" data from the
heat capacity measurements by Dutzi and Buckel 6 and Sohn z7 and (co) converted to 0D using the
ratios of equations (1) and (2), i.e. 0_, = 1.45(@/1.20.As seen in the figure, this commonly used
relation is not valid for the amorphous SnCu system.

More fundamental than the question of what parameters to use in the calculation of A from
equations (8) or (9) is the question of whether a2F(co) is really linear in co at low frequency. Belitz zs
has pointed out that the derivation of equation (8) is based on incorrect assumptions and has derived
the following expressions for JF(co) at low frequency,

[ ^9 4k_'F+O('fi2)]'(co/co_<<rl) 'a2F(co) = h_4k3 /q3(co/E_,) 1 - p--fi qD

where
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OO

F= d=[,,V36- ST(=)/=- (,,dv,)'.f2(=)l
1 z 2arctanz

fl(z) -- 3 z - arctanz - 1

f,(x) = __a [2z3 -I-3x - 3(x2 -I-1)arctanz] ;

3 51,t.)5\lt,,dloj \3 O'}/O'}Ds
a'F(w)-hiqv/l%8(l+'_Vtl t)t / o), (il<< <<'PkFIqo),aTr p

a2F( )__h, + [12vi3/v-(8- r2/2)] ,(?l:,,Iq<><</wo <<?2Erl o)
4 2 2 2 2

where r/= k4/9pmv, hi = h keqoN(O)/36m praV t , "p= 1/kFl. Thus, c_2F(w) is essentially linear
with w except for the range (7/ << w/w o << "pkF/qo) for which it goes as wa. For the SnCu
films in this study, 17,-, 0.057 and "fikF/qo ,,, 0.080. Thus, for wv ,_ 6meV, r/ ,_ 0.34meV and
"_kF/qo ,., 0.48meV. Unfortunately, this range is smaller than the minimum energy for which the
data of this study is reliable; so, the wa region cannot be directly observed. This theory also involves
vt, vt and 8o which are unknown for the amorphous SnCu films of this study. An attempt was
made to set c_2F(w) proportional to w3 up to 0.5meV and then proportional to w up to 0Jmin when
doing the tunneling analysis. This invariably lead to an a2F(w) and p* which didn't reproduce the
tunneling data, as demonstrated in Figures 9 and 10 for Sn0.sTCu0.1a.Figure 9 shows the resulting
a2F(w). In Figure 10 curve (a) shows the difference between the experimental tunneling density
of states and the calculated density of states. There is a large difference, whereas when _2F(ca) is
assumed to be proportional to w up to Wmin,the difference is about 1x 10-5, as shown in curve (b).
Also, _*(_)ph) and ,_ are 0.07 and 1.46, respectively, compared with the previous results of 0.116 and
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1.73. Consequently, this tunneling data is best fit by a purely linear w dependence for c_2F(w) at
low frequency in these alloys.

A material for which the range of the predicted a_F(w) oc,_3 is large and at high enough energies
that very accurate data can be measured would allow direct observation of the low frequency a2F(w)
spectrum to see if an ,_3 dependence exists. We are unaware of such a material. Efforts to incorporate
the predicted w3 dependence to fit the present tunneling data were totally unsuccessful. However,
it should be pointed out that Belitz's theory may be correct within the framework in which it is
derived, and that this study is perhaps seeing a breakdown in the fundamental assumptions upon
which this theory is based. One speculation is that perhaps the adiabatic approximation breaks
down at this level of detailed measurement in such strong-coupling metals.

V. SUMMARY AND CONCLUSIONS

Amorphous Snl_=Cu= thin films (0.08 < z < 0.41) were prepared by e-beam deposition in an
ultra-high vacuum system, forming high quality aluminum - aluminum oxide - superconductor
tunnel junctions. Measurements of the transition temperature, To, were in excellent agreement with
work done by others, confirming the linear decrease in Tc with increasing z. The superconducting
energy gap, A0, and 2Ao/k_Tc show a linear decrease with increasing z; however, 2Ao/ksTc was
3.982, well above the BCS prediction of 3.52, and A was 1.01 for z = 0.41, suggesting that this alloy
composition is still a strong-coupling to intermediate-coupling superconductor.

0"411_ 0.0020 ' ' '

0.3] i/'_N.,__ ] "- 0.0015

I 0.0010

I
0.1_4 I

w

0.0 10 40
Energy (meV) Energy(meV)

FIG. 9. tr2F(w) as a function of energy FIG. 10. Differencebetweenthe experimentaland
for sample SnCu#35-4 (Sn0.sTCu0.13). a2F(w) calculatedtunneling density of states as a function
was assumed to be proportional to w3 up to of energy whenct2F(w)was assumedto be (a) pro-
0.5meV and then proportional to _aup to Wmin. portional to w3 up to 0.5meV and then propor-

tional to w up to Wmln,and (b) linear up to taml..

The Coulomb pseudopotential is approximately independent of z, p*(0Jph) --" 0.10 "4-0.02; ._ de-
creases while @) increases with z, indicating that ,_ is the cause for the decrease in transition
temperature with z. The experimental values for T¢ were compared to the theories of Dynes s and
Allen and Dynes 13. Neither formula provided quantitative agreement, suggesting that these formu-
lae should not be routinely used to extract the microscopic parameters of a superconductor given
its T¢.

A linear dependence on _ for a2F@) at small oJ was needed to reproduce the experimental
tunneling spectra in contrast to the most recent predictions which require a small region proportional
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to _o3. The shape of +x2F(oJ) changed from two distinct peaks at low x, to one smeared peak at
x = 0.41. The reason for this qualitative change in the shape of c_2F(_0) has not been determined.

Future work needs to be done to explore better the change from strong-coupling to weak-coupling
behavior in more copper rich alloys and to better test the theories of the behavior of c_2F(w) at low
frequency. This could be useful in resolving the disagreement between the theory of Belitz 18 and
present data on amorphous alloys. To date there is no experimental confirmation of the detailed
predictions for the low frequency behavior of a2F(w) for strong-coupling superconductors given
by this state of the art theory. A clear test will require much more accurate tunneling data near
the energy gap and a strong-coupling superconductor with a broader region for the predicted wa
behavior.
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CHANGES IN THE SUPERCONDUCTING PROPERTIES OF HIGH-Tc CERAMICS
PRODUCED BY APPLIED ELECTRIC FIELDS.
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A.F.Ioffe Physico-Technical Institute, Russian Academy of Sciences,
St.Petersburg 194(}21,Russia

Abstract
Effect of an electrostatic field in the electrode- insulator-
superconductor system on the current-voltage characteristics of
high-Tc ceramics with various composition and different preparation
technology }]asbeen studied at.77K. Ceramics of Y-Ba-Cu-O (123) and
Bi-Pb-Sr-Ca-Cu-O (2223) systems and also ones doped by Ag have
bee,]used. Electric field strength has been up to 14()MV/m.
It.]]asbee,] shown that there are reversible changes in the critical
current Ic and in the conductivity in electric field at the
currents somewhat more than Ic at T<Tc, while at T>Tc the notice-
able electric field effect has not bee,] found. These effects are
qualitatively similar in both ceramic systems. High negative and
positive gate voltages result, in an increase of the conductivity.
The electric field effect, is modified by magnetic field H. The
field effect decreases wit}] increasing magnetic field and
disappears at H>30 Oe° In Y-Ba-Cu-O/Ag (10 wt.%) ceramics the field
effect,is practically absent.
It.may be supposed that in the ceramics the field-induced effect is
consistent wit.}]weak links at grain boundaries.

I.Introduction
Problem of an electric field effect, on the conductivity of

superconductors has attracted attention for more than 3(1 years
[I-3]. The first experimental paper [I] reported that indium and
tin films d_70_ thick subjected to fields E=30 MV/m exhibited a
change in the conductivity and a shift in critical temperature Tc

by ATc_I0-4K.
After the discovery of high-Tc superconductors similar studies

were stimulated, especially during last four years [4-9]. In most
cases thin films were objects of these investigations because it is
usually believed that the field effect is attributed to a change of
the carrier concentration in very thin surface layer of about 5_
thickness [6]. Considerable modulation of Tc and the
current-voltage characteristics under applied electric field were
reported [7-9].

At the same time there are dat_ on the electric field effect in
quite thick low-Tc superconductors° The 0.6K shift in Tc for

Ba(PbBi)()3 single crystals of (1.6ironthickness was reported in [I0].
In the case of high-To superconductors the field effect can occur
also in less perfect samples of quite large thickness [II-14].

In the present paper we demonstrate the experimental evidence
for considerable reversible effect of an applied electric field on
the conductivity of high-To ceramics.

The following questions will be presented and discussed in
the paper :

I° Reversible effect,of an applied electric field onthe
current-voltage characteristics of high-To ceramics at T<Tc.

2° Influence of the electric field polarity on the effect.
3. The electric field effect in the presence of magnetic field.
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4. Influence of silver addition to the ceramics on the effect.

2.Exper imentai
Main results have been obtained on yttrium ceramics of the 123

system° Some tests ]]avebeen made on similar ceramics doped by
silver and also on Bi-based compound of the 2223 system.

Samples of l+'ectangularshape were prepared by standard powder
sintering method and had dimensions of about 1.5x2x4 ms. By varying
the anneal temperature and time, and the rate of the cooling, it

• -t t"
was possible to obtain _Bao[.u3.)7 x (YBCO) ceramics with various
superconducting transition properties, the value of Tc remaining
almost the same (9()K_TcS93K)but the critical current density jc

O 9
varying much more (lA/cm_<_c<i+10A/cm_') [15].

To obtain samples containing silver, the finished pure

YBa2[.u3' t"37_x(x_0.07) pellets were again crushed, and silver powder
was added. Samples of this mixture were compacted and then twice
annealed in oxygen at 930°C for 6 h, with crushing and compacting
between the anneals° To verify the effect,of silver on the ceramic
properties, control samples were also prepared, and treated like
the others except that no silver was added.

Investigations of field-induced effect were carried out in the
metal- insulator- superconductor system shown in Fig.l. Teflon film
of thickness 1=5(|pm was used as the insulator. Such a configura-
tion allows us to apply considerable positive (or negative) gate
voltage U up to 7 kV between the gate electrode and a superconduc-
tor.

Current-voltage (I-V) characteristics were taken with a
standard four-probe technique, and Ic, the experimental critical
current, was determined by a i pV/mm criterion.

It should be noted that the leakage current in the electrode-
insulator-superconductor system did not exceed [4nA at the maximum
voltage U=TkV, whereas the transport current could reach a few
amperes.

We studied effect,of an electric field on the I-V characteris-
tics of the ceramics. The experiment was carried out in the
following way. At first I-V curve without electric field was
measured° Then at some chosen point of this curve (Io-Vo) a gate
voltage O was applied and drain-source voltage c_nge (AV=V-Vo) at
a constant transport current was deter_tined. Electric field (E=UiI)
can be c_ed smoothly from 0 to 140 MV/m or some electric field
Eo was switched s_rply on or off. The similar measurements were
._de for Various drain-source voltages Vo, i.e. for different tran-
sport currents. Also it was possible to measure and compare values
of Ic and I-V c_racteristics without and with an electric field
[16,17]. In addition, all the above mentioned experiments could be
performed in a _b_gneticfield H generated by an energized coil and
directed parallel to the electric field [17].

3.Results and discussion
In the superconducting state, the I-V characteristics can be

significantly affected by the gate voltage U (see Fig.2). Strong
electric field shifts the I-V curve to the right, i.e. enhances the
critical current and reduces the sample resistance R at I>Ic no
matter what the polarity of the field.

Figo3 shows change of drain-source voltage due to the switching
of strong electric field on and off at 77 K. It,is seen that vol-
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tage decreases at the moment when the field is switched on. The
opposite effect is observed when the field is switched off.
Strangely enough, we obtained qualitatively similar result also in
the case when a metal foil 15 _m thick was placed between the
insulator and a supe[-eonducting sample [18].

Thus, we can conclude'that in the ce_amic samples at tempera-
ture below Tc the field effect also exists. The value of drain-
source voltage is restored after removing the field, i.e. the field
effect,has reversible character.

The following Fig. 4 demonstrates characteristic experimental
dependence drain-source voltage versus electric field for the cases
of positive and negative gate voltages at 77K. As seen, the charac-
ter of this relationship V(E) ca,]depend on the field polarity.
Applying a positive gate voltage to a fresh sample usually results
in decrease of V (AV<0). In the case of a negative gate voltage the
value of V first rises with E (AV>0) but then gradually decreases
having a maximum at electric field E_40 t_¢/m. After the electric
field has reached E_-_0-70MV/m the value of AV c_nges its sign so
that we _ve an decrease of the resistance. It is of interest that
after the prolonged testing a sample the relationships V(E) can
change essentially, including the appearance of maximum on the
curve V(E) also for a positive gate voltage [19].

A qualitatively similar result was obtained for high Tc ceramic

Bi[.85Pb0.35Sr[.gCa2.[Cu3.[Oy (Tc_SK) [16].
It should be also noted that in the above both cases the elec-

tric field effect,exists only at T<Tc. At T>Tc the noticeable field
effect was not observed [16].

Our further interest was in the elucidation of the electric
field effect peculiarities arising from the application of a
magnetic field. Fig.5 shows the influence of strong electric field
E=-120 MV/m on the ]-V characteristics of YBCO ceramic in various
magnetic fields H. It is seen that the shift of the I-V curves
under an electric field depends on the value of H. So, at H=0 the
field effect is sufficiently large (AR/R=AV/V can reach 100% for
low V and about 40% for high V). However, it falls off with
increasing H and practically disappears at H->30Oe.

Fig.6 presents the results on the influence of an electric and
a magnetic fields on the critical current. At H=0, the critical
current [c is seen to grow with increasing E (see inset of Fig.6),
the change reaching"Alc/Ic_10% at E=-120 MVim. After the magnetic
field is switched on, the electric field effect,falls off rapidly,
to practically disappear at H£3(} Oe. Thus, the electric field
effect on the I-V curves is Observed only at low magnetic fields.

Next we will consider the field effect in YBa2CU3OT_ x /Ag
(i0 wt.%) ceramics (YBCO/Ag). Fig.7 displays the comparison of the
experimental results obtained for the pure YBCO and YBCO/Ag ceramic
samples. As seen doping with silver suppresses the field effect
practica lly complete ly,

Thus, the results obtained show that an applied electric field
affects the current-voltage characteristics of high-Tc ceramics at
T<Tc and can modify the value of the critical current ]c. The field
effect is reversible. It should be stressed that the field effect
observed in high-Tc ceramics is qualitatively different from the
effect in the high-Tc films.

The question of what is the possible mechanism behind the
observed field effect,arises. Unfortunately, the nature of this
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effect has not bee,] clear for us. It may be only supposed that in
the ceramics the field-induced effect is consistent with change of
weak link states at.grain boundaries [16]. This is supported in
psrt,icular by those facts that.both magnetic field and doping with
silver greatly suppress the electric field effect,° In the latter
csse the a_rked reduction of t,he field effect ca,] be explained
replacing the weak links of superconductor- insulator- superconductor
type (S/I/S) by the weak links of superconductor-normal metal-
superconductor type (S/N/S) [20]o Further studies are required to
gain a better understanding of the nature of the field effect
observed.

4.Conclusions
In summary, the present, study allows the following conclusions:
I. An applied electric field affects the I-V characteristics of

high Tc ceramics at T<Tc and ca]]modify the value of the critical
current Ic.

2. In ceramic samples at T>Tc the noticeable field-induced
effect was not found.

3. The effect }]asreversible character. Strong positive and
negative gate voltages lead to enhancement of the conductivity.

4. Magnetic field and adding silver to the ceramics result in
the suppression of the electric field effect.

5. It may be supposed that,in ceramics the field-induced effect
is consistent with weak links at grain boundaries.
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Figure 1.- Configurationused for the study of electric field effect.
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Figure 2.- Current-voltagecharacteristicsof the YBCO ceramic with lowjc_5 A/cm 2

for electric field E(MV/m): 0 (1), -120 (2), and 120 (3). T=77K.
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Figure 3.- Change in drain-source voltage V as a result of the switching of an electric
field E=-120 MV/m on and off. T=?7K. I=const in each experiment. The arrows
show the times which thefield was switched on (/_ ) and off ( _ ).
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Figure 4.- TypicalV (E) plots for theYBCO ceramic with negatively and positively
biased gate electrode at 77K.
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Figure 5.- Current-voltage characteristics of the YBCO ceramic with jc_100 A/cm 2 on

magnetic field H for the YBCO ceramic when E(MV/m): 0 (1), and -120 (2).
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Figure 6.- Ic as a function of magnetic field H for theYBCO ceramic when E(MV/m):
0 (1), and -120 (2).Inset: Ic(E) dependenceat H=0.
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Figure 7.- Current-voltagecharacteristicsof pure YBCO (1,2) and YBCO/Ag
(10 wt.%) (3,4) ceramics for E(MV/M):0 (1,3), and -120 (2,4).
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ABSTRACT

The effect of Nb O and V O addition on the
25 25

superconducting properties and microstructure of YBa2Cu30 hasY
been studied in thin films. Polycrystalline targets for laser

ablation were prepared by mixing high purity V205 or Nb205 powders

with a well characterized YBa2Cu3Oy powder in the range 0 to 4 wt_
by solid state reaction method. Thin films (_1500 A thickness) of

the above targets were grown on <100> SrTiO 3 (STO) and <100>

LaA103 (LAO) substrates at 700°C temperature by Pulsed Laser

Deposition (PLD) technique. In the case of Nb205 addition we have
noticed an increase in J upto 0.5 wt% and higher additiveo

concentration (greater than 0.5 wt%) have degraded the

superconducting properties. However, in the case of V205
addition, there is an improvement in current density and

microstructural properties up to I wt% and the superconducting

properties degrade for concentrations greater than 1 wt%. The

best Jc for 0.5 wt_ of Nb205 added YBCO thin film is 1.6x106 A/cm2

and for that of V205 added sample is 3.4xi06 A/cm2 at 77K as

compared to the pure YBa2Cu3Oy (YBCO) film Jc (1"2xi06 A/cm2)

observed on STO substates. The reason for improvement in Jc and

microstruetural properties in the case of V205 addition could be

due to the low melting of V205 (690°C) which can act as a very
good surfaetant during deposition. Over all, we have realized

that Nb205 addition or V205 addition to YBCO have shown

significant improvement over the undoped YBa2Cu307_ x films grown
under identical conditions
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1.INTRODUCTION

Research in high temperature superconductivity (HTSC)

has made significant progress towards improving the

microstructural and crystallographic quality of thin films during

the last four years [I-3]. Effect of addition or substitution of

transition metal elements in YBCO compound has been investigated

and it is well established that superconducting properties will be

suppressed by substitution at the Copper site by elements like AI,

Ag, V, Nb, Ta and more severely suppressed by the substitution of

Fe, Co, Ni & Zn [4,5,9]. Also, addition of transition metal

elements to YBCO has resulted in similar effects above a certain

concentration of additive [6]. Evidences confirm that Nb205
addition upto 0.5% has resulted in improvement of mechanical,

microstructural and superconducting properties of YBCO compound in

bulk form [7-8]. It has been stated that Silver plays an

important role in improving the microstructural and transport

properties [I0-II] due to dissociation of Ag20 on the substrate
and the increased mobility of AE atoms segregating out of the YBCO

grains is responsible for the enlargement and alignment of grains

in Ag-doped YBCO films. This result has motivated us to study the

doping of some oxides which can melt on the substrate at low

temperatures to aid the grain growth. In the present study we

report the addition effect of V205 and Nb205 to YBCO on its
superconducting properties.

2.EXPERIMENTAL

Targets for the Laser deposition were prepared by mixing

3N pure V205 and Nb205 powders with a well characterized YBa2Cu3Oy
(YBCO, 99.99% pure) in the concentration range of 0.0 to 4 wt% by

solid state reaction method. Thin films of above samples were

made using an excimer laser ( Lambda Physik 301:KrF,248 nm and

300mm focal length quartz lens for laser beam focussing) [12].

The substrate to target distance was 4.5cm and growth pressure was
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200 mTorr oxygen at 700°C substrate temperature and films were

deposited in the thickness range 1500-2000 Angstroms. Structural

characterization was done using JEOL 8030 XRD powder

diffractometer and surface morphology of the films were studied by

JEOL 840 scanning electron microscopy (SEM). DC electrical

resistivity was measured by using standard linear four probe

technique. Critical current density measurements were carried out

using laser patterned 40-20 _m wide and Imm long microbridg_s. The

standard voltage criterion of l_V/mm was used for determining JC"

3. RESULTS AND DISCUSSION

a) V205 DOPED YBCO THIN FILMS :

XRD data has shown c-axis oriented films for 0.5 to 1

wt% V205 added YBCO thin films. An addition 4 wt% of V205 has
yielded poor quality superconducting thin films (fig. 3) compared

to undoped YBCO thin film. Undoped YBCO thin film made under

identical conditions has relatively lower Tc (_89K) and Jc

(_l.2xl06A/cm 2 at 77K ) values. The best results for V205 doped
YBCO thin films were observed for 0.5 wt% addition ( T _ 89.5K¢,O

and J _ 3.6xl06A/cm 2 at 77K). Such high Jc values in the case of
c

undoped YBCO thin films could be realized, only at higher

deposition temparatures ( 800°C) on STO<I00> substrate [9]. The

V205 doped YBCO thin films deposited on LAO substrate have yielded
relatively inferior quality superconducting flims when compared to

that deposited on SiTiO 3 <I00> substrate. The reason for this

could be a good lattice match of SiTiO 3 with YBCO. We couldn't
get any information from scanning electron micrographs as they

are featureless which may be due to perfect orientation of grains.

It is evident from fig. 3, the slope of the Tc-T vs _r-Jc plot of

V205 doped films is larger compared to that of undoped YBCO film,
indicating grain enlargement and reduction of weak links.

b) Nb205 DOPED YBCO THIN FILMS :

Our results show that Nb O addition upto 0.5 wt% inz5
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bulk has improved the superconducting properties of YBCO compound,

however, no substantial improvement in the case of thin films

deposited even on SrTiOg<100> substrates has been noticed. X-ray
diffraction patterns have showed (fig. I) that films are c- axis

oriented YBCO along with growth of <hoo> oriented a secondary

phase YBazNbO6 with the increase of Nb205 _ lwt%. However, the Tc
89 I and J = I 6 x 106 A/cm2 for Nb = 0 5 wt% doped YBCO thinc

films have been recorded, degradation of superconducting

properties has been noticed with increase in Nb O concentration (25
£ lwt% ). The slope of T - T vs _r-j plot is slightly largerc c

than the undoped YBCO film but smaller than V205 doped YBCO thin
film which indicates that the grain size has not substantially

improved when compared with that of V205 added film.

c) POSSIBLE EXPLANATION :

From the above results it is clear that V205 addition
has improved the quality of YBCO superconducting thin films

compared to that of Nb205 added YBCO thin films on SrTiO 3

substrata. Films deposited on LaAIO 3 substrates have resulted in
poor quality due to the lattice mismatch between substrate and

film. However, there is an improvement in Jc of 0.5 wt _ V205

added film compared to that of Nb20s added and undoped YBCO film.

Due to its low melting point, V205 during growth process may act
as a surfactant and aids in better coalition of the individual

grain which leads to increase in grain size of YBCO, where as in

the case of Nb205 addition since the melting point is very high
such a process does not take place• This is clearly evidenced in

the improvement in J in the former case• De Gennes [13] andc

Clarke [14] have predicted a mechanism that near T the criticalc

current density of S-N-S junctions can be expressed as

Jc(T) _ (Tc -T)2 exp (-d/In)

Where d is the thickness of the the grain boundary layer

and [niS the coherence length• From this equation the nature of
grain boundaries in doped and undoped YBCO thin films can be

studied by plotting Tc-T vs _-Jc and the slope of this plot will
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decide the grain boundary domain thickness which in turn reflects

on the nature of weak links. We have plotted T -T vs ]/--J values
o c

upto 77K for the sake of comparison in the cases of 0.5 wt % added

V205 and Nb205 and undoped YBCO film. From fig.2, it is evident

that V205 addition yields a larger slope value compared to Nb205
doped and undoped YBCO thin films, which is indicative of

improvement in grain structure.

CONCLUSIONS

The effect of V O and Nb O addition on the
25 25

superconducting properties of YBCO thin films is studied. It has

been realized that V O can act as a very good surfactant thanz 5
Nb O because of its low melting point. Also, it is found that2 5

there is an improvement in the Jc of the 0.5 wt% V205 doped YBCO

thin film compared to that of Nb205 (0.5 wt %) doped and undoped
YBCO thin films. This could be due to the surfactant effect of

V O which melts at relatively low temperature and improves the2 5

grain structure. On the other hand, the addition of NbzO5 (which
has high melting point) does not show such improvement.
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Fig. 3. Xrd Patterns of ( i ) V2 O5 (i i ) Nb201 added Y BCO 

Thin films. 



(A)

(B)

Figure 4.- Scanning Electron Micrograph for (A) V205 and (B) Nb205 doped
YBCO thinfilm.
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Transparent Magnetic State in Single Crystal
Nd1.ssCe0.15CuO4-y Superconductors

F. Zuo

Physics Department, University of Miami
Corm Gables, FL 33124

Several experimental studies have been reported as evidence of Josephson cou-
pling between the superconducting layers in the highly anisotropic oxide such as the
Bi2Sr2CaCu_Os and T12Ba2CuO6 systems[i-8]. These include the large penetration
depth of 100 /zm measured[l], ac and dc Josephson effects[3]. Recently two criti-
cal temperatures corresponding to Josephson coupling in between the layers and the
Berezinskii-Kosterlitz-Thouless transition in the ab-plane have been directly observed
in the transport measurements[7]. If the field is applied parallel to the superconduct-
ing layers, the magnetic excitation is not the conventional Abrikosov vortices, but
the Josephson vortices which extend Aabin the c-axis direction and A3 = 7s in the
plane (s is the interlayer distance, 3' is the anisotropy constant). Because of the weak
screening effect associated with the Josephson vortices, there have been predictions
of magnetic transparent states at magnetic field above a characteristic field I-Ij, a
behavior distinctively different from that of the type-II superconductors.

In this paper, we report an experimental result which illustrates a transi-
tion from the Meissner state to the magnetic transparent state in single crystal of
Ndl.ssCe0.15CuO4-u • Magnetization has been measured as a function of temperature
and field in the magnetic field parallel or close to ab-plane geometry. For a fixed
magnetic field, the magnetization shows a two-step transition in M(T); for a fixed
temperature, the magnetization shows an abrupt change to almost zero value above
a characteristic field H j, an indication of magnetic transparent state. The data of
magnetization as a function of field clearly deviates from the behavior predicted by
the Abrikosov theory for type-II superconductors. Instead, the data fit well into the
picture of Josephson decoupling between the CuO2 layers[8].

Single crystals of Ndl.ssCe0.1_CuO4_y are grown using a directional solidifica-
tion technique[9]. Four crystals are used in the measurement with average dimensions
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of 1x 1× 0.02mm. Extensive measurements were made on two samples A and B with
Tc of 22.5K and 21K, respectively. Typical magnetic transition widths measured
at 1G with zero-field cooling are about 1-2K. Measurements are performed using a
Quantum Design magnetometer with low field options. After degaussing and magnet
resetting (quenching) the remanent field is typically 5-10raG. All measurements were
done with the sample zero-field cooled to a temperature below To. Magnetizations in
both directions H 11ab and HI ab were measured. For samples with ab-plane aligned
parallel to the field, mlsalignment of a few degrees were often observed.

Shown in Figure l(a) and (b) are plots of magnetization of sample A as
a function of temperature in field parallel to c-axls and ab-plane, respectively. In
Figure l(a), the transition temperature Tc is about 22.5K and M(T) is almost fiat
for T below 20K. The transition width is less than 2K in the applied field of 1G,
an indication of high crystal quality. The magnetization in the field close to ab-
plane direction is clearly different from that of field parallel to c-axis direction. For
an applied field of 10G, there are two apparent transitions. The high temperature
transition corresponds to the same Tc as from Figure l(a), the lower transition starts
around 12K and magnetization saturates above 16K.

0 ' ' ' _ T,__

i -1 H--1G \\C zfe /_o -2 (a)

--5 I I I I I

5 10 15 20 25

I I I I I

0.0 H=IO G H\\ ab zfc

7o-0.5_,..,
-1.0

I I I I I

5 10 15 20 25

T(K)

Fig. 1 Temperature dependence of
magnetization in field parallel to c-
axis (a) and ab-plane (b).

Shown in Figure 2 is an overlay of magnetization as a function of tempera-
ture of sample A at different applied field H=30G, 40G, 50G and 60G. Again, two
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regimes are dearly distinguishable. In the low temperature regime, the magnetiza-
tion is nonlinear with the applied field. At the lowest temperature measured (5-6K),
magnetization increases in magnitude from 30G to 40G, then decreases at 50G and fol-
lowed by further increase at H=60G. The magnetization of H=50G and 60G crossover
at higher temperature (,-_ 8K). In the high temperature regime, the magnetization
is relatively flat with respect to temperature. The magnitude of M is quasi-linear
with field H. With further increases in temperature the sample becomes normal with
paramagnetic susceptibility above To. The transition width increases with increasing
field.

I I I I I

0

-2 l,f t . H=3OG
// / • H=4OG

-3 i i i n t
5 10 15 20 25

T(K)

Fig. 2 Temperature dependence of
magnetization at different fields
H=30G, 40G, 50G and 60G with the
field parallel to ab-plane.

The nonlinear field dependence of M observed at low temperature is in contrast
with magnetization in the c-axis direction. To understand this anomalous behavior,
we have performed detailed magnetization as a function of field at fixed temperatures.
For these measurements, the sample is zero-field cooled to a set temperature and M
is measured with the magnet set in the non-overshot, persistent mode. Plotted in
Figure 3 is a typical magnetization as a function of field for a second sample B of
Tc=21K.

Two linear regimes are observed. In the first regime, M is linear in H (<65G),
then followed by an abrupt increase in M at a critical field (H.r=fSG); in the second
regime (H>100G) M is again linear in H. For intermediate field 65G < H < 100G,
additional, smaller jumps are typically observed. In the H-descending direction, M is
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linear all the way to zero field with the same slope defined in the second regime. This
characteristic dependence has been observed in Bi2Sr2CaCu20s single crystal[61 where
detailed angular dependence were performed to confirm the fact that the M(H) in the
second regime is the contribution of M± (parallel to c-axis) due to mlsalignment. We
have also checked it by varying the sample orientation slightly, and we found the slope

of M(H) changes accordingly in the second regime. Typical n_salignment is about
2-6 degrees.

I I I I I I I I I I

o T-IOK
0

o T=IOK 0

°

-2 _ -1

(a) H,=aSG (b)

--3 I I I I --2 I I I I I

O 50 1O0 150 200 0 50 1O0 150 200

H(G) H(G)

Fig. 3 Magnetization as a function Fig. 4 The corrected magnetization
of applied field at T=10K for sam- as a function of applied field. The
ple B. dashed and dotted line are theoreti-

cal fits.

The measured magnetic moment M can be written as M = 3/11cos O+M_Lsin O)
with MII = (VII cos0/4rr)/(1 - Nab) and M± = (VII sin 0/4or)/(1 - Arc),where V is
the volume of the sample, 8 is the angle between the ab-plane and the applied field,
and Nab and Arcare the demagnetization factors for field along the ab-plane and
c-axis, respectively. For sample B, we obtained 1/(1 - Arc) ,,_ 110 using the suscep-
tibilities measured on both directions. Shown in Figure 4 is a plot of magnetization
along the ab-plane after subtracting the contribution of M±. The M± contribution
is obtained by measuring the slope X, of the second linear regime or the slope of the
descending branch. The corrected magnetization is given by M = M - X2II. From
the corrected magnetization and X2 one can calculate the misalignment angle to be
around 3.3 degrees. The corrected magnetization, again, shows a sharp transition in
M at H=65G, followedby a plateau and then M goes to zero quickly starting at about
H=85G. The jump in M at Hj at T=10K is about 80% of full Meissner value. The
dashed and dotted lines are models to be discussed later. On the descending branch
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of the magnetization, M is essentially zero, independent of the field value.

i I I I I I I I I
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H(G) T(K)

Fig. 5 An overlay of magnetiza- Fig. 6 The first critical field as a
tion as a function of field at differ- function of temperature.
ent temperatures T=8K, 10K, 14K
and 16K.

Plotted in Figure 5 is an overlay of magnetization (after subtraction) as a
function of field at T = 8, 10, 14, and 16K. The overall features of M at different
T are similar, but some differences are observed. For T=8K, the first transition
occurs at H=70G, followed by a second transition at about H=82G. The plateau seen
in M at T = 10K clearly becomes a sharp transition. At T=14K, there are three
transitions in M(H), with the largest jump in M occurring at the second transition.
The transition is continuous at T=16K. We define the critical field Ha to be field value
at the first jump. As is clear from the data, the critical field decreases with increasing
temperatures, and the increase in M at Hj becomes more gradual. For T>15K, no
abrupt changes are observed, the shapes of M(H) are similar to the reported data on
Bi2SrzCaCu2Os .

Figure 6 is a plot of the first critical field as a function of temperature. For
temperature below 12K, the critical field Hj is almost constant around 70G, while
Ha decreases sharply for T greater than 12K.

To study the effect of transition temperature on the critical field Ha, we have

performed similar measurements on several Ndl.ssCe0.1_CuO4-v crystals. Shown in
Figure 7 is an overlay of magnetization as a function of field at different temperatures
for sample A. Again the abrupt changes are observed in the M(H) at the critical field.
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At T=5K, several steps are in fact observed with the first critical field around 35G. At
higher temperatures, the similar features to that of Figure 5 are observed, except the
critical field is much smaller than that of sample B. The magnetization in descending
branch of the hysteresis loop is also zero after correction.

The direct measurement of M(H) is consistent with the results of magnetization
as a function of temperature. In Figure 2, the nonlinear field dependence of M seen
at low temperature is a direct reflection of abrupt change in M at Hj _ 35G. The
crossover between the 50G and 60G data at low temperature indicates the relative
contributions due to the jump and M±. The quasi-linear M on H demonstrates the
fact that at high temperatures the main contribution is from M± when the sample is
misaligned.

' ' H\\ab .... ' = '

o 40

20

\T

,= I2K I 10 "_\
= I4K /

, i o I I I I--3 i i I i i
0 50 100 150 200 5 10 15 20 25

H(G) T(K)

Fig. ? An overlay of corrected Fig. 8 The first critical field as a
magnetization as a function of function of temperature for sample
temperatures T=SK, 10K, 12K,and A.
14K for sample A.

Plotted in Figure 8 is the temperature dependence of the first critical field. The
temperature dependence is also similar to that of sample B, i.e. Ha saturates at low
T and decreases sharply at high T. Notice the saturation value of Hj is considerably
smaller than that of sample B.

The abrupt change in the magnetization at the critical field is clearly different
from that of conventional type-II superconductors. The magnetization of conventional
type-II superconductors can be well described by the Abrikosov's theory[10]. At field
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slightly larger than the lower critical field Hcz, the magnetization is obtained by

neglecting interaction between vortex lines 4_rM = _{ln[4._2_L_,_)]} -2 - H. In
the case of high Tc cuprate, the very large value of the Ginzburg-Landau parameter
i¢ renders the use of this result to magnetic field very close to He1 (Hcz < H <

He1+10G). For intermediate fields, the magnetization is given by 4_'M = ---cl a_(x/O
where/3'=0.231, and l is the lattice constant given by B = 2dpo/v/3l2 for a triangular
lattice[10]. Assuming _€= _/_ _-,20 and Hcl=65G, the equilibrium magnetization
can be calculated numerically as a function of field. The result is shown as the dotted
line in Figure 4. The jump in M(H) clearly rejects the use of this model.

As suggested by the zero magnetization in the descending branch of the hys-
teresis loop, the entrance field is determined by Bean-Livingston surface barriers[11].
In the presence of surface barriers, the penetration field is not the lower critical field
HCz,but comparable to the thermodynamic critical field He. The surface barrier is
a result of attractive interaction between an image vortex with the entering vortex.
Strong evidence has been found in the field parallel to the c-axis direction in high
quality single crystal materials[12, 13, 14] The magnetization for field greater than
the penetration field Hv and assuming no bulk pinning, has been discussed in several
recent articles[12, 15]. By modeling an Abrikosov lattice in the bulk of the sample
and vortex-free zone near the surface due to surface barriers, the magnetization is

derived and given by -4_'M = H - _/H 2- Hi. The result is plotted as the dashed
line in Figure 4. Again, the model deviates from the magnetization data. It is to be
.noted that the expression above is derived for conventional type-II superconductors,
where the flux lattice is the Abrikosov lattice.

The abrupt change occurred at Hj strongly indicates the inadequacy of the
use of Abrikosov's theory in the magnetization of Ndl.ssCe0.zsCuO4__ crystals in the
H [I ab direction. Since the M±(H) clearly exhibits the Meissner effect in the per-
pendicular direction, the jump in MII(H) shows directly magnetic decoupling between
superconducting layers at the critical field Hj.

For weakly Josephson coupled layered superconductors, the critical current in
the c-axis direction, which provides magnetic screening when field is in the ab-plane,
is determined by the coupling strength. For small applied field, complete screening of
external field is possible. At the critical field, the Josephson coupling breaks down,
magnetic field penetrates into the sample. If the layers are effectively decoupled, a
transparent magnetic state is expected, due to the fact that the 2D superconducting
layers can not support screening current by themselves.

The jump in MII(H) can also be qualitatively understood from the field de-

pendence of critical current of a single Josephson junction: J_(H) = dosin(_)/(_)
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where J_(H) is the field dependent critical current, Jo is the maximum zero field
critical current, and € is the magnetic flux through the junction. The critical current
is almost zero when there is a finite number of Josephson vortices threading through
the junction. Assume the magnetization is proportional to the critical current, M
should become zero as Josephson vortices penetrate into the junction. For stacked
layers with Josephson coupling, the field dependence of Jc should not be the same as
that of single Josephson junction, rather one expects a stronger reduction in Jc(H)
with increasing H. In this picture, the experimentally observed smaller jumps in the
magnetization data thus would indicate the presence of superconducting layers with
different Josephson couplings.

To describe the vortex state of the Josephson coupled superconducting stacks
quantitatively, one has to solve the coupled Lawrence-Doniach equations[16]. In the
case where the applied field is tilted to the superconducting layers, several theoretical
models are proposed. Recently it has been shown that there are two distinct vortex
structures depending on the anisotropy constant 7 = .kj/s, where Aj is the Josephson
penetration depth and s is the separation between the superconducting layers. If
,kj < Aab,the theory suggests a tilted vortex line structure, where different segments
of vortex lines parallel to the ab-planes are connected by pancakes residing in the ab-
planes[17, 18]. If Aj > Aab,the model predicts that coexisting sets of perpendicular
and parallel vortices should exist when the field is applied dose to the ab-plane. The
Abrikosov vortices are due to Ha_,and Josephson vortices are due to HII. The vortices
due to HII and Ha_act independently of each other. The complete Meissner effect is

possible only if HII < H_ and Ha_ < H_. For HII > H_, HII penetrates into the
layers between the CuO2 planes almost completely, creating the so called magnetic
transparent state[18, 19, 20].

The experimental results clearly demonstrate the complete Meissner state for
H < Hj. The linear field dependence of M in the descending branch and the overlap-
ping M(H) at high field indicate H± < H_. For H > Hj, there are only Josephson
vortices parallel to the ab-plane and M± is still in the Meissner state. The jump
in M(H) for H > Hj indicates the transition to the magnetic transparent state in
Josephson coupled layered superconductors.

The difference in magnetic transition around the critical field between the

Nd1.ssCe0.15CuO4-u and the Bi2Sr_CaCu2Os , TI_Ba2CuO6 crystals is not dear. One
possibility is that the Bi_Sr2CaCu_Os , T12Ba2Cu06 crystals studied are very thick[6,
21]. A broad distribution in the coupling strength will smear out the transition. This
picture is supported by a recent report which shows a similar abrupt change in M(H)
in another TI_Ba2CuOs crystal[22].

In summary, we have presented an experimental measurement of an abrupt
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Josephson decoupling between the Cu02 planes at the critical field Hj parallel to
ab-planes. The abrupt increase in M(H) at Hj is incompatible with the conventional
Abrikosov theory. For field Hi[ > H j, the magnetic field has a complete penetra-
tion in between the superconducting layers-a magnetic transparent state. A more
detailed study of H.r as a function of Tc will help to elucidate the mechanism of
superconductivity in the layered superconductors.

References

[1] J. R. Cooper, L. Forro, and B. Keszei, Nature (London) 343,444 (1990).

[2] J. C. Martinez et al. Phys. Rev. Left. 69, 2276 (1992).

[3] R. Kleiner, F. Steinmyer, G. Kunkel, and P. Muller, Phys. Rev. Left. 68, 2394
(1992).

[4] R. Fastampa, M. Giura, R. Marcon, and E. Silva, Phys. Rev. Left. 67, 1795
(1992).

[5] A. Schilling, R. Jin, J. D. Guo, and H. R. Oft, Phys. Rev. Left. 71, 1899 (1993).

[6] N. Nakamura, G. D. Gu, and N. Koshizuka, Phys. Rev. Left. 71,915 (1993).

[7] Y. M. Wan, S. E. Hebboul, D. C. Harris, and J. C. Garland, Phys. Rev. Left. 71,
157 (1993).

[8] F. Zuo, S. Khizroev, Xiuguang Jiang, J. L. Peng and R. L. Greene, Phys. Rev.
Left. 72, 1746 (1994).

[9] J. L. Peng, Z. Y. Li, and R. L. Greene, Physica C, 177, 79 (1991).

[10] P. G. de Gennes, Superconductivity of Metals and Alloys (Benjamin, New York,
1966).

[11] C. P. Bean and J. D. Livingston, Phys. Rev. Left. 12, 14 (1964).

[12] L. Burlachkov, Y. Yeshurun, M. Konczykowski, and F. Holtzberg, Phys. Rev.
B 45, 8193 (1992); L. Burlachkov, Phys. Rev. B 47, 8056 (1993).

[13] Ming xu et al. Phys. Rev. B 48, 10630 (1993).

[14] F. Zuo, S. Khizroev, Xiuguang Jiang, J. L. Peng and R. L. Greene, Phys. Rev.
B 49, 12326 (1994).

258



[15] J. R. Clem, Proc. of Low Temp. Phys.-LT 13, ed. Timmerhaus et al. (Plenum,
NY, 1974), Vol.3, P.102.

[16] W. Lawrence and S. Doniach, in Proceedings of Twelfth International Conference
on Low Temperature Physics, edited by Eizo Kanda (Acedemi, Kyoto, 1971),
P.361.

[17] D. Feinberg, and C. ViUard, Phys. Rev. Left. 65,919 (1990).

[18] L. N. Bulaevskii, Soy. Phys. JETP 37, 1133, 1973; and L. N. Bulaevskii, M. Led-
vii, and V. G. Kogan, Phys. Re,,'. B 46, 366 (1992); L. N. Bulaevskii and
J. R. Clem, Phys. Re,,'. B 44, 10234 (1991).

[19] P. H. Kes, J. Aarts, V. M. Vinokur, C. J. van der Beek, Phys. Rev. Left. 64,
1063(1990).

[20] S. Theodorakis, Phys. Rev. S 42, 10172 (1990).

[21] F. Zuo, S. Khizroev, S. Voss and A. M. Hermann, Phys. Rev. B 49, 9252 (1994).

[22] N. E. Hussey, A. Carrington, J. R. Copper and D. C. Sinclair (to be published).

259



Processing and Property Evaluation of Metal Matrix
Superconducting Materials

Appajosula S. Rao

Naval SurfaceWarfareCenter
Annaplois,MD 21402

ABSTRACT

Metal- superconductor(YBCO)systemshavebeenpreparedand characterizedby resistivity,ac
susceptibilityanddc SQUIDmagneticmoment measurements.The silvercompositesshowed
superconductingtransitionfor all the compositesprocessedandthe superconductingtransition
temperaturetends to dependuponthe concentrationofthe silverin the composite.Aluminum composites
showedan unusualresistivityresultswithtwotransitionsaround90K and 120K. The superconducting
propertyof silvercompositescanbe explained qualitatively in terms ofthe proximitytheorythat has
beensuggestedfor the low temperaturesuperconductors.

KeyWords: Processing,superconductivity,silver, aluminum/ YBCOcomposites

INTRODUCTION

Thepresentdaytechnologyof superconductingelectricalsystemsrequires cryogenicsystems
that are operationalat liquidheliumtemperatures(temperature_ 4 K). The newgenerationof ceramic
superconductorsthat can superconductat liquidnitrogentemperatures(temperature- 77 K) offera
potential and logisticaladvantageforboth the systemreliabilityandoperationalcost. Although, few
superconductingcomponentsystemsthat can operateat liquidnitrogentemperaturesweredemonstrated,
the full potentialof these materialshasnotbeenexploitedto date. This is essentiallydueto the fact that
the materialsarevery hard brittleanddifficultto form intonet shapedcomponents.In the openliterature,
manyattemptswerereportedto improvethe ductilityofthe high temperaturesuperconductingmaterials
bycompostingthem withsilveror gold [1-2]. However,the phenomenologyofthe superconductivityin
the metal - superconductorcompositesystemhasyetto be established.This projectwasundertakenin an
attemptto developa processingmethodologyforproducingflexiblesuperconductingwires/ tapeswith
differentmetallicspeciesand to modelthe mechanismof the superconductivityofthese composite
systems. In this paper,the experimentalresultsobtainedon0 - 72 wt.%silveror aluminumcomposites
anda possiblemodelto explainthe superconductingbehaviorof the compositesis beingpresented.

EXPERIMENTAL PROCEDURE

The basicsuperconductingceramicpowder,YBa2Cu306+x,waspreparedby solidstate
chemicalreactionand the detailsof thepowdersynthesisweregivenelsewhere[3]. Althoughpure
YBa2Cu306+x powderhasgoodsuperconductingproperties,wefoundthat the presenceof excesscopper
oxidewill improvethe finalcompositeproperties.. Therefore,duringthe synthesisofthe
superconductingYBa2Cu306+x powder,nearly5 molesofexcesscopperoxidewereaddedto the
precursors. It shouldbe pointedoutthat any referencein thispaperfor YBa2Cu306+x representthe
YBCOwith 5 molesof excessCuO. Fromthe microstructuralcharacterizationand chemical
compositionalanalysis,it wasfoundthat the excess(5 moles)copperoxideremainedunreactedwith the
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finalYBa2Cu306+x compound.However,a smallamountof theexcessCuOwasreducedto metallic
copper.

Theas-synthesizedYBa2Cu306+x powderandcommercialsilveroraluminumpowderwere
mixedthoroughlyin drystateina ballmillusingzirconiaballs foronehour.Thepowdermixture(silver
oraluminumpowderandYBa2Cu306+x powder)wasdrypressedintosmall2.5cmdiameterdiscs
underan appliedpressureof 25,000psi. Thecoldpresseddiscswereplacedbetweentwothicksilveror
aluminumplatesandweresinteredat880°C(in the caseof silver)and at400°C(in the caseof
aluminum)for30 minutes.Duringsinteringthe compositesamplewasalsosubjectedto a constantaxial
loadof 10,000psi.The sintereddiscswerecooledinnitrogenandwerecutintosmall2 X 2 X 25 mm
bars.

Themicrostructureofall sampleswas examinedunderbothoptical,scanningandtransmission
electronmicroscopes.ThestructuralcharacterizationofthesuperconductingYBa2Cu306+x particleswas
carriedoutusingx-raydiffraction.The electricalresistanceof all sampleswas measuredas a functionof
temperatureusingadc fourproberesistivitymeasurementunit,ac susceptibilityapparatusand dcSQUID
magnetometer.

RESULTS

The as-synthesizedYBa2Cu306+x powder hasan averageparticlesize of_ 10microns. The
morphologyof the particlesresemblethat of smallpebblesor rocks.Thedensityof the powderwasfound
to be - 6.0 gmcm'-LUponsintering the YBa2Cu306+x particlestendto sinterto formlong elongated
rodsor plates. The sinteredsamplesshowa zeroresistance(superconducting)transitionanddiamagnetic
magneticmoment around86+4 K and hasa crystalstructurethat representsthe orthorhombicstructure
of YBa2Cu306+x and the detailedanalysisofthe resultsare givenelsewhere[4-6].

Silver/YBa2Cu306+x CompositeSystem

Figure I showstypicalelectricalresistanceversustemperatureplotsof puresilverand
silver/YBa2Cu306+x composites.The zeroresistancetemperatureversussilverconcentrationin the
compositeswas determinedfroma numberofresistanceversustemperatureplots similarto thoseshown
in Figure1 and the resultsare shownin Table1. The resultsindicatethat the silvercompositesshow
superconductingbehaviorthroughoutthe entireconcentrationrangeinvestigated(0 - 72 wt.%silver).
However,the zeroresistancetemperature(Tc) tendsto decreasewithan increasein the concentrationof
silverin the range 0 - 10wt.%and40 - 72 wt.%. The Tc remainsnearlyindependentof silver
concentrationin the range 10-40 wt.%.In addition,the resultsalsosuggestthat the normalstate
resistanceofthe compositesdecreaseswithan increasein the silverconcentration.

The typicalmicrostructureof silvercompositesobtainedfrompolishedsamplesurfacesis shown
as a functionof silverconcentrationin Figure2. Theresultssuggestthat the distributionof
YBa2Cu306+x in silvermatrixis veryuniformandthe degreeofuniformityincreaseswith an increasein
the concentrationof silverin the composites.In orderto modelthe superconductingpropertyof the
compositesin termsof the separationdistancebetweentwoYBa2Cu306+xparticles,a numberofoptical
photomicrographsrepresentingthe microstructureof all compositeswereobtained.Fromthe micro
graphs the averageparticlesizewasestimatedand the resultsare givenin Table 1. Assumingthat the
particlesare spherical, andare not connectedin a 3 dimensionalnetwork,the YBa2Cu306+x particle-
particleseparationdistancewasestimatedas a functionof silverconcentrationand the resultsare also
shownin Table 1. The resultssuggest that the particlesizeofYBa2Cu306+x increaseswith an
increasein the silverconcentrationinitiallyin the range0 - 10wt.%. For the silverconcentrationabove
10wt.%this trend is reversed.The resultsalso indicatethat the separationdistanceincreaseswith an
increasein the silverconcentration.
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Figure 1. Electrical resistance versus temperature profiles of commercial silver / YBa2Cu306+ x
composites. Silver concentration (A) 100, (B) 10, (C) 20, (D) 30, (E) 40, (F) 50, (G) 60 and (H) 63.6
wt.%. The actual applied current 20 milli amp.

Table 1. The superconducting transition temperature (Tc), the normal state resistance measured at
100 K (R100K), the average YBa2Cu306+ x particle size and the particle - particle separation
distance measured for sintered silver / YBa2Cu306+ x composites as a function of silver
concentration of the composite.

Silver cone. Tc (K) R1001¢ particle size separation distance
(wt. %) (ohm _'10-5 (micron) (micron)

0 86 + 4 2000 35 + 4
2 88 + 4 800 35 + 4 0.2
5 90 + 2 300 40 + 4 0.5

10 82 + 2 30 45 + 4 1.0
20 80 + 2 25 40 + 4 4.0
30 80 + 2 16 37 + 4 8.0
40 82 + 2 12 25 _+2 15.0
50 76 + 2 6 23 + 2 22.0
55 70 + 2 4 20 + 2 26.0
60 68 + 2 3 18 + 2 30.0
63.6 62 + 2 2 16 + 2 32.0
72.2 62 + 2 1 14 + 2 37.0
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Figure 2. Typical micro structure of polished silver / YBa2Cu306+ x composites. Silver
concentration (A) 10, (B) 20, (C) 30, (1)) 40, (E) 50 _ 60 (G) 63.6 and (H) 72 wt.%.
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In order to understand the mechanism of the superconducting behavior of the silver composites, 
the proximity theory was applied. According to the classical proximity theory of low temperature 
superconductors, the extrapolated length for the diffusion of "Cooper pairs" from superconductor to the 
non superconducting metallic conductor is - 0.1 microns. However, the measured separation distance for 
the silver superconductors range from 1 - 37 microns. It is therefore, evident from the measured 
separation distance data that the proximity theory of low temperature superconductors is not applicable to 
the high temperature superconducting silver composite system. However, an effort was made to estimate 
the extrapolated length of difhsion of the superconducting electrons into the silver matrix using the 
Deutscher and de Gennes model that was suggested for low temperature superconducting materials [7]. 

Although the high temperature superconducting materials have been established during the past 
five years, the actual mechanism of the superconducting behavior of these materials, in particular in 
composite systems, has not been understood. The behavior of composites in low temperature 
superconductors has been explained in terms of the diffusion of "Cooper pairs" from superconducting 
material into the non superconducting metallic conductor. 

In general it has been suggested by Deutscher and de Gennes that the superconducting 
transition temperature of the composite system (Tee) can be related to the Tcs of the pure superconductor 
and the extrapolated length of diffusion of superconductivity from superconductor to the metal as 

where A is a constant, Ds is the thickness of the superconducting layer and B is the extrapolation length 
for the diffusion of superconductivity from a superconductor to the metal. 

As a first attempt to explain the superconductivity of the metal matrix composite system, we 
assumed that the process of the difision of superconducting electrons from the superconductor through 
the non-superconducting metal matrix is similar to that of the diffusion of the electric charge from a 
polarized oxide surface into the liquid phase and form an electrical double layer at a solid - liquid 
interface. To analpcally model the superconducting behavior, we also assumed that the penetration of 
the superconducting electrons into the non-superconducting metal matrix constitutes two different 
regions. In the first region, the electrons form a fixed boundary which is formed due to the leakage of the 
"Cooper Pairs", a process similar to that of the diffusion in low temperature superconductors ( typical 
distance - 0.1 micron). The second region constitutes the superconducting electron diffusion into the 
metal. Assuming that the electron distribution in the diffised boundary follows Poisson - Boltzmann 
equation, the superconductivity of the composite can be represented as a function of concentration of the 
superconducting phase and the extrapolation length for the diffusion of the superconductivity in the 
simplified final form as 

(T,, / T,. = A exp (- CB) ............................ (2) 

where A is a constant that represents the "Cooper Pair" leakage distance into the non-superconducting 
metal 
C = ((1 - fv) / f,) where 
f, is the volume fraction of the superconducting phase, (1-fv) is the volume fraction of the non 
superconducting phase and 
B is the diffusional distance for the superconducting electrons into the metal. 

The above expressions not only can be applied to test the validity of the proximity theory of low 
temperature superconductors for high superconducting metal matrix composites, but also can be used for 
the determination of the extrapolated length of the diffusion of superconductivity from the superconductor 



to the metal matrix from the informationof the superconductingtransitiontemperatureof a composite
(Tcc) measuredas a function of composite composition.

The resultsof the modeling indicatedthatthe present "Tc versus Silver concentration"dataon
silver composites can be normalizedon the Dcutschcrand de Gennes'sexpression (equation 1),over the
entireconcentrationrangeinvestigated (i.e. silver concentrationrange l0 - 72 wt.%). However,the model
predictsthatthe maximum distancethat the superconductingelectrons can penetrate into the matrixwill
be - 6 microns. A similaranalyticaltreatmentof the measureddata with the ourmodel reveal that the
overall behaviorof the silver composites (overthe concentrationrange 10 - 72 wt.%) cannot be
normalized into one generalizedexpression. However,the observedsuperconductingbehaviorof silver
composites fall into two categories(viz. composites containing 10 - 40 wt.% silver; and Tc > 60 K) and
composites containing 40 - 72 wt.%silver;and Tc _<60 K). In addition, the presentmodel predictedthe
diffusionaldepth for superconductingelectrons to range from0.28 - 2 microns. These results indicate
that the predicted extrapolated lengthsfor the diffusionof superconductivityaretoo low comparedto the
measuredseparationdistance(range 1 - 37 micron).

The abovedisagreementmay arise due to severalfactors. Forexample, (1) the above models
assume that the superconductingphenomena in these materials is similar to that of low temperature
(liquid helium temperature)superconductors;(2) the separationdistances were estimated taking into
considerationonly the large superconductingYBa2Cu306+x particles that were accessible for the
estimationof particlesize (it is possible thata large fractionof veryfine (<0.1 micron)size particles that
areoften distributedthroughoutthe matrixmay accountforsmaller separationdistance between any two
adjacentsuperconductingYBa2Cu306+x particles); and (3) the model does nottake into accountthe
three dimensional effect of the particle- particle separation.

Aluminum/YBa2Cu306+ x Composite System

The typicalelectricalresistanceversus temperatureplots of purealuminum and aluminum/
YBa2Cu306+ x compositesindicatethatall aluminumcomposites show typical metallic behavior.
However, if the concentration of the aluminum in the composites is _ 60 wt.%, the composite system
shows two transitions of the electrical resistance [4]. Figure 3 shows a typical plot of the electrical
resistivity of 60 wt.% aluminum composite represented as a function of temperature. The magnetic
moment versus temperature profiles of the same sample measured using dc SQUID magnetometer and ac
susceptibility method are given in Figures 4 and 5 respectively. The results suggest that the composite
shows two transitions around 90 and 120 K respectively. In addition the results also suggest that the
composites behave as diamagnetic below 86-88 K. Although, the magnetic moment data does not suggest
the presence of diamagnetism above 88 K, it provides ample evidence that the paramagnetic component of
the aluminum matrix is being opposed. Such a lowering of the paramagnetic component of the matrix
(aluminum) leads to the speculation that a new and higher temperature superconducting phase may be
present in these composites. From micro structural characterization of the composites using high
resolution electron microscopy, we found that a thin (thickness 10 - 20 nm) layer of new phase is present
at the interface between the aluminum matrix and YBa2Cu306+ x . No such interfacial film formation
and or growth was observed in the silver composites. The detailed analysis, stoichiometric composition
and the structure of this new interfacial phase will be reported in the future.
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Figure 3. Electrical resistivity versustemperature plotobtained from 60wt.% aluminum
/ 40wt.% YBa2Cu306+x composite.Actualappliedcurrent20 milli amp.

DISCUSSION

The high temperaturesuperconductingceramicmaterials are ex_,cted to providea suitableandcost
effective alternativeto the presentlyused metallicsuperconductors,such as NbTi andNb3Sn that are
being operatedat liquidhelium temperatures(--4 K). However,for the large scale processingof the
ceramic materials into ductile formsremainsunresolved. Although, processingvia composite fabrication
is the possible practicalsolution to overcomethe brittlenatureof the ceramicsuperconductors,both the
superconductingtransitiontemperature (Tc)and the critical currentcapacityof the ceramic
superconductor(Jc) has to maintained. In addition, the addedmetallic species should notalter the
stoichiometryof the superconductingYBa2Cu306+x ceramicmaterial. Both silver and gold maysatisfy
all the above requirement,however,basedon the economical criteria for large scale manufacturingthe
noble metalbased composite systemsarenotverypractical. Aluminumis a bettersubstitutefor the noble
metals. It is because (i) the aluminumis readilyavailableand is very cost effective; (ii) from the present
investigation it has demonstratedthat the aluminum basedYBCO compositesalso behave as
superconductors at liquid nitrogen temperature. However,it has to be recognizedfrom the present
investigation,aluminum based superconductingcompositematerialtechnology requiresfurther
refinementof the processing as well as a betterunderstandingof both the macro- and micro- structural
propertiesof the composites.
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CONCLUSION

From the present investigation the following conclusions can be derived :

1. The addition of silver to the YBa2Cu306+x does not affect the superconducting behavior of
YBa2Cu306+ x over the entire concentration range of I0 - 72 wt.% silver. However the Tc decreases from
Tc 77 K to 60 K with an increase in the concentration of silver above 40 wt.% to 72 wt.%.

2. Although, the theoretical models based on classical proximity theory of low temperature
superconductors can predict the lowering of Tc with the increase in the concentration of silverin the
composites, the extrapolated length for the diffusion of superconductivityfrom YBa2Cu306+ x into silver
matrixpredicted from the theoryare not agreeable with the experimentally determined superconducting
YBa2Cu306+ x particle - particle separation distance.

3. 60 wt.% Aluminum/YBa2Cu306+x compositesbehaveas superconductorsand these composites
showtwo transitionsaround90 and 120K respectively.
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ELECTRONIC PROPERTIES OF Y-Ba-Cu-O SUPERCONDUCTORS
AS SEEN BY Cu and O NMR/NQR
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Abstract Nuclear Magnetic Resonance (NMR) and Nuclear Quadrupole Res-
onance (NQR) allow the investigation of electronic properties at the atomic level.
We will report on such studies of typical members of the the Y-Ba-Cu-O family
such as YBa2Cu306+, (1-2-3-(6+x)), YBa2Cu4Os (1-2-4) and Y2Ba4CuTO15(2-4-
7) with many examples of recent work performed in our laboratory. In particular,
we will deal with Knight shift and relaxation studies of copper and oxygen. We
will discuss importa:nt issues of current studies such as: (1) Existence of a com-
mon electronic spin-susceptibility in the planes (and perhaps in the chains) of
1-2-4. (2) Strong evidence for the existence of a pseudo spin-gap of the anti-
ferromagnetic fluctuations in 1-2-4 and 2-4-7. (3) Evidence for d-wave pairing
in 1-2-4. (4) Strong coupling of inequivalent Cu-O planes in 2-4-7 and possible
origin for the high Tc value of this compound. (5) The possibility to describe
NMR data in the framework of a charge-excitation picture.

1. Introduction

While there is not yet a generally accepted theory of the mechanism of high-
temperature superconductivity (HTSC) experiments have provided a wealth of
sound data and relevant information which wait for proper and adequate inter-
pretation. Among the techniques which probe properties on the atomic scale,
are Nuclear Magnetic Resonance (NMR) and Nuclear Quadrupole Resonance
(NQR). How these disciplines obtain their informations and what the results and
issues are, at least for the Y-Ba:Cu-O and the La-Sr-Cu-O families of HTSC, has
been reviewed recently [1]. A collection of articles on NMR/NQR applications in
HTSC from many leading groups in the field may be found in a special issue of
Applied Magnetic Resonance [2]. Recent short reviews of our work emphasizing
Y-Ba-Cu-O compounds deal with either crystallographic and materials science
aspects [3]or relaxation [4].

In this paper we review some of the results gathered in our laboratory. They
are concerned with several issues presently under debate in the HTSC commu-
nity: (i) the existence of a single-spin fluid in the Cu-O planes and chains; (ii) the
spin-gap effect; (iii) the orbital symmetry of the pair-wave function; (iv) the cou-
pling between CuO2 planes; (v) the possibility to describe NMR data within the
framework of a charge-excitation picture. Our answers are based on new Knight
shift and NMR/NQR spin-lattice and spin-spin relaxation data for YBa2Cu4Os
and Y2Ba4CuTO15.
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2. The single-spin fluid model

Many properties of the cuprates are intimately connected with the fact that

the parent structure of these compounds is an anti-ferromagnet, namely
YBa2Cu306+_ which has a Ndel temperature of TN = 415 K for x = 0. Introduc-

ing oxygen destroys the long-range anti-ferromagnetic (AF) order. However, the

Cu electron spins still exhibit short-range AF spin fluctuations which give rise to

a frequency (w) and wave-vector (_ dependent dynamic electronic susceptibility

The question arises whether the susceptibilities associated with the Cu spin
and the oxygen hole are independent of each other or not. This can be answered

by Knight shift measurements. The NMR line shift due to magnetic interactions

is expressed by the magnetic shift tensor K, whose components (in a reference

frame a = x, y, z), can be decomposed into a spin, an orbital and a diamagnetic
part:

K_(T) = h'svintT_ + h"°rb + h"di_- - _ CX \--1 - - CXCX - - or _ "

In HTSC compounds, [,[orb is predominantly temperature independent, whereas

the temperature dependent K spin is expected to vanish in the superconducting
state due to singlet spin pairing. K dia is small and can be neglected quite often.

Each tensor can be expressed by the respective hyperfine interaction tensor
and the static electronic susceptibility (i.e. at zero wave vector and zero fre-
quency) as:

gl_B j

For the analysis of the data, we introduce the following notations. Kcc denotes

the tensor component perpendicular to the CuO2 planes (B0 [[ c), while the in-

plane components of the shift are given by KII and K., where B0 is parallel and
perpendicular to the CuO-bond axis, respectively. We define the axial spin part

of h" as K_ i_ = (1/3!(KI_Pi _ - g_pi_). The equivalent definition for the isotropic

spin part of K is K,-'_o''_ = (1/3)(KI_Pi'_ + K__pi'_+K_pi").
The new measurements of the planar Cu and 0 Knight shifts [5] enlarge and

improve our previous data [6,1]. Various Cu and O shift components can be

calculated from the data, the result is shown in Fig. 1. While in a "classical"
superconductor like aluminum the Knight shift stays constant in the normal state

and starts to decline at T_, the Knight shift components of YBa2Cu40s begin to
decrease already well above To. This behavior is typical for under-doped HTSC

[1], i.e. for compounds whose doping level is below the value that corresponds

to a maximum T_. In addition, all components exhibit the same temperature
dependence. These facts support the "single-spin fluid" model which states that

the Cu-d holes and the doped holes (which mainly go into O-2p states) have one
spin degree of freedom.

Our YBa2Cu40s shift data resemble very much those for YBa2Cu306.s3 [7]
thus demonstrating again that both compounds are under-doped. Similar *tO
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shift data for YBa2Cu40s were reported by Machi et al. [8] and similar Cu
Knight shift data were obtained in Bi2Sr2CaCu20s [9]. The existence of a planar
single-spin fluid had also been deduced from Y and T1 NMR [1]. The concept is
now well established.

A single-spin fluid seems to exist also in the chains of YBa2Cu40s [5]. The
components of both the Cul and O1 Knight shift decrease below Tc although this
is less pronounced for the K_ component. All K components of Cul are propor-
tional to the respective component of O1, which again points to the existence of
a single-spin fluid. However, the susceptibilities of planes and chains are different.

3. The spin-gap effect

The study of spin-lattice (and spin-spin) relaxation in HTSC is intimately
connected with the question about the origin of superconductivity in these ma-
terials, although not in a simple straightforward manner. For instance, some
groups have proposed that superconductivity is induced by electron spin fluctu-
ations [10]. The relevance of these fluctuations in neutron scattering and NMR
relaxation experiments is well established [1]. Nearly all mechanisms which are
responsible for spin-lattice relaxation in HTSC are based on electron-nuclear in-
teractions. The only exception seems to be the Ba relaxation in YBa2Cu40s
[1,11] which is due to the two-phonon Raman process, i.e. a coupling between
phonons and the Ba quadrupole moment.

Thus, for Cu, 0 and Y the relaxation is described by the Moriya formula
which relates the relaxation rate to the hyperfine fields and the dynamical electron
susceptibility:

1( )0- 2t_'---_B_ [iA _,(q-) (1)O',a#a' COl

Here, i denotes the nuclear species and coi is its NMR frequency. The magnetic
field B0 is oriented along the a direction which coincides with one of the crystallo-
graphic axes (a,b,c). X_,_,(q-',wi)is the imaginary (dissipative) part of X. A_,(q-)
are formfactors related to the hyperfine fields. Eq.(1) demonstrates that the
spin-lattice relaxation provides a tool to probe the average over the q-dependent
electron susceptibility.

As an example, Fig. 2 shows the temperature dependence of the relaxation
rate per Kelvin for the planar Cu and 0 nuclei in YBa2Cu40s [5]. 6a(T1T)-I
reaches a maximum around 130 K and rapidly decreases towards lower tempera-
tures. On the other side, 17(T1T)-I displays a monotonous decrease with lowering
temperature. These are typical behaviors found in oxygen-deficient YBa2Cu306+_
and, thus, may be taken as signature of under-doped material.

A good starting point for explaining these data is the the phenomenological
Millis-Monien-Pines model [12,1]. It is assumed that there is a direct hyperfine
interaction between the Cu2 nuclei and an electron of the on-site 3d_2_y2orbital
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and a transferred interaction with electrons of the 3d=2_u2 orbitals of the four
neighboring copper ions. For the planar oxygen nuclei, there exists a transferred

hyperfine coupling. The electron spins themselves interact anti-ferromagnetically.
The electronic spin fluctuations peak near Q = (_r/a, 7r/a) which is the AF order-

ing point in _'-space. Since the 0 and Y formfactors entering into Eq.(1) vanish at

q = Q, the different behavior of Cu, O and Y relaxation rates can be explained.

Further progress in understanding the Cu relaxation behavior was triggered
in two ways. First, Millis and Monien [13] suggested that the spectral weight

in the spin fluctuations decreases as the temperature is lowered. This missing
spectral weight must reappear at a higher energy in the form of a transition

over a "spin pseudo-gap", A. While the AF fluctuations increase with falling
temperature and hence increase 1/T1T, there will be a temperature where the

spin gap effect wins and 1/T1T will decrease; this explains the maximum of

1/T1T for Cu. Secondly, Rossat-Mignod et al. [14] were the first to discover

the spin-gap effect in YBa_Cu306+= by neutron scattering where the results for
x"(Q,w) resemble very much the 1/TIT data.

When describing the spin-lattice relaxation rate in terms of the spin-gap effect
it became customary [1,15,16] to use the following ad hoc formula:

1 o[:_ (A.F11T,T- (_) tanh2 \-2-T---], (2)

Here, A0 is a constant. AAF denotes the spin-gap energy at Q. The factor T -_ is
introduced to assure a reasonable description of the high-temperature behavior.

We have fitted Eq.(2) to the planar Cu relaxation data of both the YBa2Cu4Os

[5] and the Y2Ba4CurO15 [1,16] structure, the latter case is shown in Fig. 3. The
fit parameters for both Cu sites, Cu2 and Cu3, are A = 240 + 20 K and a =
1.25 and thus agree within the error limits with A = 260 =i=10 K and a = 1.25

we obtained for the fit to the Cu2 data in YBa2Cu4Os. We will return to this
point later.

The Knight shift data have also been fitted by a spin-gap formula, similar to
Eq.(2), namely by

K = Ko [i- tanh'(2_) ] (3)

where Ao referstothe gap atzerowave vector.Our fitto theYBa2Cu4Os data

yields A0= 180 K which is in good agreement with the neutron scattering result.

If the temperature variation of the Knight shift is really due to the opening of a
spin-gap and Eq.(3) is appropriate for analyzing the data, the result implies that
a spin-gap opens also at q = 0 and that this values is different from the AAF value.

4. The symmetry of the pair-wave function

Whether thespatial symmetry of the pairing state is a s-wave or d-wave is
a controversial topic. This is not the place to deal with all the aspects of this
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problem, we just focus on various possibilities NMR/NQR offer to check this
symmetry, in particular in YBa2Cu3OT and YBa2Cu4Os .

One way is to study the anisotropy of the relaxation rate, that is the ratio
r = 6aT_/63T_b of the Cu relaxation rate in the superconducting state where
c and ab specify the orientation of the applied magnetic field, /30. Detailed
theoretical analyses of the relaxation data for YBa2Cu307 [17,18] revealed that
the temperature variation of r is not compatible with s-wave pairing and favors
d-wave symmetry. Our YBa2Cu4Os data [19] are in qualitative agreement with
the YBa2Cu3OT data and thus also favor d-wave symmetry.

A very promising check of the pairing state symmetry is the measurement
of the copper and oxygen relaxation rates at very low temperatures. Both rates
display a power-law behavior, i.e. 1/7'1 cxT n with n between 2.5 and 3 as recently
observed for YBa2Cu307 [20] and YBa2Cu4Os [5]. This points to the existence of
nodes in the superconducting gap as one expects, for instance, for d-wave pairing
superconductivity [21].

Last but not least, the Knight shift may reveal the pairing state symmetry
provided the data are accurate enough. For instance, the chain Cul Knight shift
data in YBa2Cu307 [22] and YBa2Cu408 [5] can not satisfactorily be fitted by
an s-wave expression while an d-wave fit is perfect for the YBa2CuaOr data. Al-
though the theoretical expression for YBa2Cu4Os has not yet been calculated the
similarity between data of both structures suggests that in both cases the d-wave
expression provides the better fit. Thus, one may conclude that NMR/NQR data
favor d-wave symmetry at least in the YBa2Cu3Oz and YBa2Cu4Os structures of
the Y-Ba-Cu-O family.

5. Inter-plane coupling

One of the key issues in understanding HTSC is the question whether a cou-
pling between CuO2 planes favors or impedes superconductivity. Before specu-
lating in one or the other direction, it is necessary to prove that an inter-plane
coupling exists. As far as NMR/NQR is concerned, the multi-layer structure
Y2Ba4CurOxs with its alternating 1-2-3 and 1-2-4 blocks offers the unique possi-
bility to study the coupling between inequivalent CuO2 planes.

We have studied the relaxation rates and the Knight shifts of the Cu2 and
Cu3 sites in the 1-2-3 and 1-2-4 block, respectively, of the Y2Ba4CurOxs com-
pound [1,16]. It turned out that the ratios of these quantities are constant above
To. Thus, both the static and the dynamic electron spin susceptibilities of the
individual planes of a double-plane are governed by the same temperature de-
pendence. This implies the existence of common spin dynamics in both planes,
and hence these planes must be strongly coupled. Despite their coupling, their
spin susceptibilities retain a distinct q dependence. The presence of the coupling
has also been demonstrated by performing SEDOR (spin-echo double resonance)
experiments on the Cu2 and Cu3 nuclei [23].
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Below To, the common temperature dependence is lost, which could arise
from the opening of two superconducting energy gaps that differ in the individual
planes, thus revealing the different plane charge carrier densities of the 1-2-3 and
1-2-4 block. This difference in doping levels had also been inferred from the
temperature dependence of the Cu2 and Cu3 NQR frequencies. We found that
the 1-2-3 block is less doped than the pure YBa2CuaOr compound, hence the
doping level of the 1-2-3 block is closer to optimal doping. If one simply assumes
that the block with the highest Tc "wins", then this would explain the high To,
namely 93 K, of the Y2Ba4CurO15 compound.

As mentioned above and shown in Fig. 3, the Cu2 and Cu3 relaxation rates
in Y2Ba4Cu7015 could be fitted by the spin-gap formula Eq.(2) with the same
parameters for both data sets. The fact that these values are the same as those
used for the fit of the YBa2Cu4Os relaxation data, demonstrates the very similar
spin dynamics in YBa_Cu4Os and Y2Ba4CuTO15and that the doping level of the
blocks in Y2Ba4CuTOls are close to optimal doping.

6. Hubbard model with magnetic exchange

The excellent fit of the spin-gap expression to the planar Cu relaxation data
in YBa2Cu40s and Y2Ba4Cu7Ols certainly cannot "prove" that the relaxation

arises from the spin-gap effect. Other physical phenomena in HTSC need to be

explained by this effect. As an alternative to explain Knight shift and relaxation
data we conclude our survey by drawing the attention to an approach which is

a variant of the Hubbard model comprising magnetic exchange in second order

between copper and oxygen holes [24]. The exchange gives rise to a new singlet
correlated band separated from the oxygen band. The energy spectrum has been

calculated. The low energy physics is determined by a high density of charge
excitations in the singlet impurity band together with spin excitations in the

lower Hubbard band. Taking an idealized density of states, an analytical form is
obtained for the temperature dependent susceptibility:

X" 1 [1 - tanh 2 (po -aT'_]cx _ \ ksT /J

where the factor a = 0.4 x 10-4 eV/K of the chemical potential is not a fit param-
eter. This expression perfectly describes the Cu2 relaxation rate in YBa2Cu40s
from Tc up to 600 K.

These examples clearly show that the debate about the proper description of
spin-lattice relaxation in HTSC, at least of the Y-Ba-Cu-O type, is not yet closed.
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TEMPERATURE ( K )  

Figure 1.- Various Knight shift components of planar copper and oxygen nuclei in 
YBa2Cu4O8 are plotted vs temperature (with different vertical scales). 
From Ref. [5] .  
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Figure 2.- The temperature dependenceof the relaxationrate per Kelvinfor the planar
Cu and O nuclei in YBa2Cu408. From Ref. [5].
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Abstract

Our recent discoveryof superconductivity(SC) in the four-elementmultiphaseY-Ni-B-C system at

an elevated temperature (Tc-12K) has opened up great possibilities of identifying new superconducting
materials and generating new physics. SuperconductivitywithTc (> 20 K) higher than that known so far in
bulk intermetallics has been observed in multiphase Y-Pd-B-C and Th-Pd-B-C systems and a family of

single phase materials RENi2B2C (RE= Y, rare earth) havebeen found. Our investigations show YNi2B2C
to be a strongcoupling hard type-IISC. Hc2(T) exhibitsanunconventionaltemperaturedependence. Specific
heat and magnetization studies revealcoexistence of SC and magnetismin RNi2B2C (R = Ho, Er, Tm) with
magneticorderingtemperatures(Tc-8 K, 10.5K, 11K andTm-5 K, -7 K, -4 K respectively)that areremarka-
bly higherthan those in known magnetic superconductors. I.t-SRstudies suggest the possibility of Ni atoms
carryinga moment inTmNi2B2C. Resistivityresultssuggestsa doublere-entrant transition (SC-normal-SC)
in HoNi2B2C. RENi2B2C (RE = Ce, Nd, Gd) do not showSC down to 4.2K. The Nd- and Gd- compounds
order magneticallyat -4.5 K and -19.5 K, respectively.Two SC transitions are observed in Y-Pd-B-C (Tc
-22 K, -10 K) and in Th-Pd-B-C(Tc -20 K, -14 K) systems,whichindicatethat there are atleast two struc-
lures which support SC in theseborocarbides.In our multiphaseThNi2B2C we observe SC at -6 K. No SC
was seen in multiphase UNi2B2C, UPd2B2C, UOs2Ge2C and UPd5B3C0.35 down to 4.2K. Tc in
YNi2B2C is depressed by substitutions(Gd,Th and U at Y- sites and Fe, Co at Ni-sites).

1. Introduction.

Our recent discovery of superconductivity in Y-Ni-B-C [1-4], with T e -12 K to 15 K, which is
relatively high superconducting critical temperature for intermetallics, has triggered an intense activity in the
areas of superconductivity and magnetism. This discovery came about as a result of our on going investiga-
tions in Ni-based systems [5, 6]. An extension of Y-Ni-B-C system - going froma 3d- to 4d- element- led to the
observation of record Tc (-23K [7], 22K [8]) in multiphase Y-Pd-B-C system. It may not be out of place to
remark that a similar situation occurreddufing the initial phase of the discove_ryof high-T c superconductivi-
ty. Super'conductivity was observed in_amultip.hase material La-Ba-Cu-O with a relatively low T c (-30K) [9]
and later, superconductivity was reported in a multiphase material Y-Ba-Cu-O with a much higher Tc
(-93 K) [10].

We have been investigating Ni-based intermetallics for more than a decade in search of new valence
fluctuation (VF) systems, besides our being interested in their magnetic and transport properties. We suc-
ceeded in identifying a number of new Ni-based VF systems such as EuNi2P 2 [11], EuNiSi 2 [12],

Eu2Ni3Si 5 [13], Ce2Ni3Si 5 [14]. Discovery of the above Eu-based VF compounds is particularly significant,
as not many stoichiometric Eu-compounds exhibiting VF are known even today. After the discovery of high-

Tc superconductors, Ni-based materials acquired additional significance. All high-T c oxide superconductors,
except Bal.xKxBiO 3 [15], contain C'uas an essential component. As is well known, Ni-based oxides such as
NiO and La2NiO 4 are Mott-Hubbard insulators (just as CuO and La2CuO 4 are), and attempts to induce SO
in the nickel oxides failed. Moreover, partial Ni-substitution in cuprate superconductors suppressed T c. Thus,
nickel did not seem to favour superconductivily in oxides. On the other hand, in most Ni-based intermetal-
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lics,Ni-momentis quenchedand,therefore,theyarepotentialcandidatesforsuperconductivity.

Ni-containingborideseriesRNi4B(R=rareearth)wastakenupby us forinvestigation,as many
ternaryrareearth-transitionmetalborideswere knowntosupportSC. Someof themareevenmagnetic
superconductors,exhibitingcoexistenceofSC andmagnetism.RNi4Bseriesturnedouttobe remarkableas
weobservedvariousphenomenain thesameseries,viz.,VFin CeNi4B116],anomalouslyhighferromagnet-
icorderingtemperature(=39K)in SmNi4B[5,6, 17] ascomparedto thatofGdNi4B(=36K)[5,6, 17]and
weaksignalsof superconductivityin oursamplesofYNi4B[1].Ourfurtherworkshowedthat superconduc-
tivityin YNi4Boriginateddueto thepresenceof carbonwhichstabilizesa SCphase in the material.We
presentbelowfurtherdetailsof ourdiscoveryof superconductivityin Y-Ni-B-Csystemand someof our
recentresultsontheborocarbidesuperconductors.

2.Discoveryof Superconductivityin Y-Ni-B-CSystem.

YNi4BcrystallizesinthehexagonalCeCo4Btypestructure(spacegroupP6/mmm)[18]andis also
reportedto havea superstructure(a'= 3a0;c =Co)in itslattice[19].WesynthesizedYNi4Bbystandardarc
meltingtechnique.Powderx-raydiffraction(XRD)patternof thematerialconfirmedthe formationof the
materialin singlephasebelongingtotheabovementionedstructure.The latticeconstantsobtainedfrom
Rietveldanalysis,includingasuperstructure,ofourXRDpatternyieldedlatticeparametersas:a = 14.96(5)
c= 6.95(2)._ [1],whichagreewellwiththe publishedvalues[19].

MagneticsusceptibilityofoursampleofYNi4B,measuredasa functionoftemperaturein a fieldof
4000G,showeda sharpdropnear12K [1,6] (Fig.1).Thisdropis notthatof atypicalantiferromagnetbe-
cause,thedropis rathersharpandsusceptibilityincreasesonfurthercoolingofthesample.Resistivityof our
sampleasa functionof temperature(Fig.1)alsoshowsasharpdrop(butdoesnotgotozero)around12K,the
same temperaturewherethe dropin susceptibilityis seen [1].Thetwo observationstogetherindicatedthe
possibilityofoccurrenceofsuperconductivityin thissample.MVsHmeasurementsclearlyshoweddiamag-
netismat low field,confirmingoccurrenceof superconductivity.Reproducibilityof dropin resistivitywas
confirmedbystudyingmanyindependentbatches(foroneofthem,thestartingmaterialswereobtainedfrom
a differentsource)of YNi4B[1].

M Vs.T measurements(Fig.3) at 65Gon asinglepieceof YNi4BC0.2 showedshieldingandthe
Meissnerfractionstobe4%and1%respectively.Powderedmaterialalsoshoweddiamagneticresponseand
Meissnereffect.Annealingof thesample,thoughdecreasedtheshieldingfraction,improvedMeissnerfrac-
tionandTc (-15 K)(Fig.2).AstheSC fractionwassmall,thesamplewasexaminedforimpurityphasesby
energydispersiveanalysisof x-rays(EDAX)andelectronmicroprobeanalysis.Thesamplewasessentially
homogeneousexceptforsomesmallinclusionswhichappearedto be Y203 andYNi5 (bothare non super-
conducting).Nobinaryorternaryalloysof Y,Ni,B areknowntobesuperconductingwith sucha high Tc.
Thus,observationof superconductivityat 12Kwasa newandsurprisingresult.

Lowvolumefractionof superconductivityimpliedthatthe entiresamplewas not superconducting
anditwasnecessarytounderstandtheoriginof observedsuperconductivity.Weconsideredthepossibilityof
crystallographicsuperstructure[1]being responsibleforthisbehaviour.However,we alsoconsideredthe
possibilityof theoriginof SC beingdueto a minorityphasestabilizedby thepresenceof a fourthelement.
Carbonwasconsideredtobeonepossiblefourthelementwhichgotintroducedin thesystemunintentionally.
In orderto checkthis,0.2atomfractionof carbonwasdeliberatelyaddedtoYNi4B,remeltedandthemateri-
alwasstudied.Onadditionofcarbon,resistancedroppedtozeroaround12K(Fig.3)andthesuperconduct-
ingshieldingfractiondramaticallyenhancedto nearly80%of perfectSC [4].Theseresultswereconfirmed
on manyindependentlypreparedbatches.It becameclearthatcarbonplaysthecrucialrolein theobserved
superconductivity.Presenceof carbonintroducesstructuralchangesas well;XRDpatternof YNi4BC0.2
indicatedthatsuperstructureof YNi4Bgets suppressedascarbonisintroducedinthematerial[4].ThuS,one
couldarguethatcarbondoesnotplayanychemicalrole,itbringsin structuralchangesthatin turnarere-
sponsiblefortheobservedsuperconductivity.TheobservedSCbeingdueto possibleformationof Y2C3,
whichis a knownsuperconductor[20],wasruledouton thebasisof EDAXanalysisof thematerialandon
otherconsiderations[4].
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Encouragedby this observation,carbonwas also addedto many othercompositionsYxNiyBz. Of
all these materials, the materialwith the nominal composition YNi2B3C0.2 (multiphase) exhibited super-
conductivity at ~13.5 K with largespecific heat anomaly acrossTc (Fig. 4) [4]. The material showed large
Meissnerfraction(-15%) even in thepowderedcondition(Fig. 5).Fromthese resultswe concludedthat Y-Ni-
B-C systemhas a bulk superconductingphase with an elevatedtransition temperature (~12 K) [4]. We pre-
sented these resultsatthe two InternationalConferences,LT20,Eugene,U.S.A.,Aug. 1993[2] and SCES'93,
San Diego, U.S.A., Aug. 1993 [3] andalso communicatedforpublication[4].

3. Superconductivity and magnetism in RENi2B2C (RE -- Y, Er, Ho, Tin).

3.1 YNi2B2C

EDAX analysis of multiphaseYNi2B3C0.2 indicatedthat majority phase in the material has Y:Ni
ratioas 1:2 [4]. It was difficultto ascertainboronand carboncontentsby EDAXanalysis as these arelow Z
elements. While ourefforts to isolate the SC phase by varying concentrationof B and C were in progress,
Cava et al. [21] reported SC in single phase materials, RENi2B2C (RE = Y, Ho, Er, Tm and Lu, Tc =
15.6K, 8 K, 10.5 K, 11K, 16.6K respectively),andSiegristetal. [22] reportedcrystal structureof LuNi2B2C.
Thus, the concentrationof B:C in the SC phase turnedout to be 2:1. We have preparedRENi2B2C(RE = Y,
Ho, Er, Tm) and studied in detail their superconductingand magneticbehaviohr. Our preliminary results
were reportedearlier[23]. Some of theresultsaregiven below.

We carded outdetailed structuralstudiesof YNi2B2C,using electrondiffractionandx-ray diffrac-
tion on Singlecrystals pickedup fromthe arc-meltedbuttonof one of oursamples [24]. Resultsof the analy-
sis of thedata were in agreementwith those reportedby Siegristet ai. [22]. Figure6 shows a unit cell of the
structure of YNi2B2C. The tetragonalstructurebelongs to the centro-symmetric space group 14/mmm and is
a 'filled-in' version of the well known ThCr2Si2-typestructure.We shall refer to this structure as 1221-struc-
ture in the rest of this paper. Carbon atoms arelocated in the Y(Th)-planes. Remarkablefeatures of this struc-
ture are: rather short B-C distance, nearly ideal Ni-B4tetrahedra and Ni-Nibond length shorter than that in
Ni-metal, implying that Ni-Ni bonds are strong. The c/a ratio (a = 3.524(1) ,_ and c = 10.545(5) ,_,)is 2.99,
suggesting that the structure is highly anisotropic.The results further showed that (i) there is no superstruc-

ture in YNi2B2C (ii) free parameterz of boron atoms is 0.358 (iii) C-atomshave a rather large amplitude of
thermal vibration, especially in the Y-C plane [24]. Our XRD studies did not show any crystallographic
phase transition down to 50 K. Further, lattice constants at 50 K are almost unchanged (a= 3.521 A and
c = 10.549 A).

Magnitude of the room temperature resistivity, R(T), of our sample of YNi2B2C is large (> 100
laohmcm) [24] for a metallic system. This implies that the electron-phononinteraction may be large. Super-
conductivity occurs at 15.3 Kwith a width 6Tc (90% - 10%) of the resistivetransitionof about 0.5 K. R_I')is
linear in temperaturedown to 40 K. High-Tc cuprates also exhibit R(T) proportional to T behaviour in the
normal state. Scatteringof thecarders from 2D-antiferromagneticfluctuations of Cu-spinshasbeen suggest-
ed to be one possible mechanism of this behaviour [25].In this context, it maybe mentioned that evidence of
antiferromagnetic spin fluctuationsin YNi2B2C has been foundin the anomalousnuclear spin relaxation rate
of boron (1/T1increases with decrease of temperature)[26,27]. Consideringthe highly anisotropic structure
of YNi2B2C, it is conceivable that these fluctuationscould also be anisotropic.Also possibility of Ni-atoms
carrying a moment has been indicated in Ix-SRmeasurements in, e.g.,TmNi2B2C [28]. To what extent these
fluctuations influencethe R(T) of the material is worth investigating,preferably on single crystals.

In the normal state, susceptibility of our sample of YNi2B2C exhibits paramagneticbehaviour over
the temperature range 15-300K. From a Curie-Weissfit to the data and assuming that paramagnetic beha-
viour arises due to moments on Ni ions only (as there are no other magnetic ions), we get a value of 0.18
p.B/Niion. However, caution is to be exercised in this conclusion as susceptibility from minority impurity
phases may influence this value.

Diamagnetic response of our sample (bulk, as well as powder) below Tc, both in field cooled (FC)
and zero field cooled (ZFC) conditions, is shown in Fig. 7. Both bulk (annealed and as-cast) and powder
samples exhibit nearly 100%shielding signal (ZFC). The Meissner fraction (FC) of the as-cast material is
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about10%.Intheannealedbulksample,theMeissnerfractionis evensmaller(5%).However,inthepow-
deredsampleof the annealedmaterial(afterpowdering,thissamplewasnotannealed),we observea Meis-
snerfractionof 50%.

WemeasuredmolarheatcapacityCpof annealedandunannealedsamplesof YNi2B2Cin the
temperaturerange5K<T<22K.Intheannealeasample,anomalyin Cp,observedingoingthroughthesuper-
conductingtransition,is narrower,andoccursat a highertemperature,suggestingthat thequalityof the
sampleimproveson annealing.Thisis reflectedin the x-raydiffractionpatternof the materialas welland
alsoin itsdiamagneticresponse.Fromtheanalysisof thedataweobtainF = 8.9mJ/moleK2 and13= 0.163
mJ/moleK4, whereF and[_arethetemperaturecoefficientsof theelectronicandthe latticespecificheat
capacitiesrespectively.Theratio0Cp/(FTc)is calculatedtobe3.6whichis muchhigherthan1.43,theBCS
value fortheweak-couplinglimit.It _s,however,tobeemphasizedthatconsideringthattheobservedtransi-
tion is broad,thisfiguremaybe takento suggestthetrend.In fact,recentspecificheatmeasurementson a
single crystalsample[29] yieldthisnumberto be ~1.8whichstill impliesstrong-couplingin YNi2B2C.
Fromthevalueof 15,Debyetemperature(TD)is estimatedto be415K.LargevalueoftheratioTc/TDalso is
consistentwiththisconclusion.

Cp/TVs. T2 in YNi2B2C,belowthe SC transitiondownto 5 K,followsa linearrelationship.It
shouldbe interestingto extendthesemeasurements,below5 K, to checkand confirmthistemperaturede-
pendenceof Cp.It maybe pointedoutthatthepower-lawbehaviouroftheheatcapacityin theSC stateof
heavy fermionsystemshasbeentakenas anindicationof unconventionalsuperconductivitywherethe
symmetryofthesuperconductingenergygapis lowerthanthesymmetryoftheFermisurface.Moredetailed
studiesare neededto investigatesuchpossibilitiesin borocarbidequaternarysuperconductingmaterials.

MagnetizationM(H)measurementsof YNi2B2Cat 5K, as functionof appliedfield,H,showthe
materialto be a hardtype-IIsuperconductor.Thetemperatureofdependenceof Hc2(T),determinedfromthe
studiesof R(H,T)underappliedfield[30],isunconventional[24].Theslope,dHc2(T)/dTis closetozeroat
TcandincreaseswithdecreaseoftemperaturebelowTc [24]whereas,ina conventionaltype-IIsuperconduc-
tor,dHc2(T)/dT is non zeroat Tc andis nearlyconstantfora considerablerangeof temperaturebelow
Tc [31]. It wouldbeof interesttoinvestigatethisunconventionalbehaviourof He(T) in YNi2B2C.From
Hc2(T)measurementsweestimatethecoherencelengthin thismaterialto be~ 80 Aat 5 K.

Magnetichistoryeffectsin YNi2B2C[32]alsoconfirmthe materialtobe a hardtype-IIsupercon-
ductor[32].Temperaturedependenceof Mrem,Mzfc andMfc(symbolshavetheirusualmeaning[32])at
50 G weremeasuredoverthe temperature5K < T < Tc. Thesemagnetizationsdo not satisfythe relation
Mrem(H,T)=Mfc(H,T) - Mzfc(H,T) evenat5 Kand50G.WehaveMrem(H,T) < {Mfc(H,T)-Mzfc(H,T)}.
ThisimpliesthatHe1at5 K is lessthan50G [32].

Thevalueof lowercriticalfieldHe1of YNi2B2Cestimatedfrommagnetic-field-modulatedlow-
fieldmicrowaveabsorptionmeasurementsis ~20Gat 10K[33].An interestingaspectof ourpreliminary
resultsofdirectmicrowaveabsorption(withnofieldmodulation)measuredas a functionof temperatureat
9.3GHzis that it exhibitsa dropat ~23K in additionto theexpecteddropdtieto SC at ~15K[33].Though
onemayassociatethedropnear23K to onsetofSC,theexactoriginofthisis notclearatpresent.

11BNuclearmagneticresonance(NMR)experimentsonYNi2B2C[26,27]showthattherelaxation
rate(1/T1)increaseswithdecreaseoftemperature,unlikeina metalwhere1/T1is proportionalto T.Antifer-
romagneticfluctuationson Ni-atomsmayberesponsibleforthisbehaviourastherearenoothermagnetic
atoms. An interestingfeatureof the NMRresultsis thatbelowTc, insteadof one line (thereis onlyone
crystallographicB-site in the unitcell),twolinesareobserved[26].Observationof the secondline implies
that therearenormalregionsin thematerial,evenbelowTc. Webelievethatvariationof stoichiometryat
microscopiclevel,couldbethecauseof the normalstateregionsbelowTc. Suchaspectsarebeinglooked
intoin ourNMRinvestigations.

3.2 ErNi2B2C

OursampleofErNi2B2Cshowsasharpsuperconductingresistivetransition(6Tof transition(90%
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- 10%resistivity)is0.5K)atTc = 10.3K[24].ResistivityofErNi2B2C ishigherthanthatinYNi2B2Cwhich
we attributeto magneticscatteringofthecarriersfromEr-spins.In thenormalstate,magneticsusceptibility
of ErNi2B2CfollowsaCurie-WeissbehaviourwithP'eff= 9.32P'Bl_erformulaunitandparamagneticCurie
temperature(®p)--2 K[24];Thevalueof_effis lessthanthat ofEr"_+free-ion(9.59_B)"Onepossibilityof
thereducedmagneticmomentis thatEr-andNi-momentsarcantiferromagneticanycorrelatedeven in the
paramagneticstate.Itshouldbe of interestto investigatethese and otherrelatedaspectsby neutrondif-
fractionmeasurements.

In theZFC-configuration,bulkandpowdersamplesof ErNi2B2Cexhibitshieldingsignalsthatare
nearly100%and50%,respectively,of the perfectdiamagnetism.However,noteworthyis thefact thatin
bothcases,in the FC-configuration,the materialexhibitsparamagneticresponsedownto the lowesttem-
perature.Thisis anindicationofsufficientfieldpenetrationandfieldtrapping,evenata fieldas lowas30G.
ParamagneticcontributionfromEr-spinsintheflux-linesin theinteriorof thematerialmasksthesupercon-
ductingdiamagneticresponse.

Specificheatof ErNi2B2Cshowsa largeanomalyaround5.8K(Fig.8)whichwe interpretasdue
to themagneticorderingof Er-spins.Sincetheresistivitydoesnotshow any re-entrantbehaviourbelow
thistemperature,andthematerialcontinuesto exhibitdiamagneticresponsedownto-5 K, we conclude
thatSC and magneticorderingcoexistin thissystem.

CoexistenceofSCandmagneticorderingoccurs,forexample,in ternaryrareearthrhodiumboride
andmolybdenumchalcogenidesuperconductors.In theternarysystemErRh4B4 (Tc = 8.2K),a reentrant
transitiontothenormalstateis observedbelowthemagneticorderingtemperature(-1.2 K).Thisis because
in ErRh4B4, Er-spinsundergoa ferromagneticorderingandsuperconductivityis destroyedbelowthe
magneticorderingtemperature.Ontheotherhand,in caseslike TmRh4B4, whereTm ions areknownto
orderantiferromagnetically,superconductivityis notdestroyeddueto magneticordering.Theseresults
suggestthatit is very likelythatEr-spinsin ErNi2B2Corderantiferromagnetically.Preliminaryresultsof
neutroninvestigations[34]confirmmagneticorderingbelow7 K.Toinvestigatethemagneticinteractionsat
themicroscopiclevel,weplantocarryoutEr-Mossbauermeasurementsin ErNi2B2C.

3.2 HoNi2B2Cand TmNi2B2C

Inthe caseof HoNi2B2CandTmNi2B2Calso,coexistenceof superconductivityandmagnetism
hasbeenobserved[23].Resistivityanddiamagneticresponseshowthatsuperconductivityoccursinboththe
materials(Tc ~ 8 Kand11Krespectively).Heatcapacitymeasurementsshowa largeanomalyaround4.5K
and4 K in HoNi2B2C(Fig.8) andTmNi2B2C, respectively,originatingfromthe magneticorderingof Ho
andTmions.I_-SRmeasurementssuggestmagneticorderingofTin-momentstakingplaceat-2.5 K [28].In
oursampleof HoNi2B2C,weseetwoSCtransitions(Fig.9)[30].Theresistivitystartsdroppingaround9 K
(Tcl), andcontinuesto droptill7 K butdoesnotgo to zero.On furthercoolingit startsrising.Thisissimilar
to reentrantbehaviourseen,forexamplein ErRh4B4. Theuniquefeatureof this materialis thatresistivity
startsdroppingagainbelow5.5 K (Tc2)signalinga secondSC transition.Thisis thefirstmaterialwhich
exhibitssuchadoublereentrant,superconducting-normal-superconducting,behaviour.Theobservedfeature
is seenevenatappliedfieldsupto 1KG(Fig.9) [30].Themagneticresponseofthematerialmeasuredat20G
is primarilyparamagnetic.Itdoesshowareductionnear8 K,whichisdue totheonsetof superconductivity.
TheMeissnerfractionhoweveris poor.It is possiblethatHcl forthismaterialis very small.Therefore,it
maybe necessarytostudythemagneticresponsein ratherlowappliedmagneticfields.Evenafterannealing,
thematerialdidnotshowzeroresistance,though,theXRDpatternshowedsomeimprovement.Coexistence
of SC andmagnetismin thesematerialshavealsobeenreportedby Eisakietal. [35].

4. Non-superconductingmaterials- RENi2B2C(RE= Ce,Nd,Gd).

Cavaetal.[21]havereportedtheformationofotherRENi2B2Cmaterials(RE=La,Ce,Sm,Tb,Dy)
alsowhichdonotshowSC downto 4.2K.Fromthe latticeparameters,itwasconcludedthatCeNi2B2Cis a
mixedvalencematerial[22].Wehavesynthesizedandinvestigatedthemagneticpropertiesof RENi2B2C
(RE= Ce,NdandGd).We findthatNdNi2B2CandGdNi2B2Calsocrystallizein the 1221-typestructure.
ThelatticeparametersofCe-,Nd-andGd-compounds,respectively,are:a:=3.634,_.,3.686A,3.583._.;c:=
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10.232 _ 10.103 ,_,and 10.381 ,_. Lattice parameters of CeNi2B2C are in agreement with those reported by
Siegrist et al. [22]. Our magnetic studies show that none of these compounds is superconducting down to

4.2 K. The NdNi2B2C orders antiferromagnetically at -4.5 K. Susceptibility of GdNi2B2C exhibits a peak at
-19.5 K, but on further cooling the susceptibility drops slightly and saturates. At present we flo not know if
the magnetic order in this material is ferromagnetic or antiferromagnetic. No magnetic ordering is observed

in CeNi2B2C down to 4.2 K. Low value of room temperature susceptibility (-7x10 "4emu/mol.) suggests loss
of magnetic moment of Ce- atoms. LII I edge measurements are planned to investigate the valence of Ce in
this material. Details of results on these materials will be published elsewhere.

5. Superconductivity in Y-Pal-B-C, Lu-Pd-B-C and Sc-Pd-B-C.

An extension of our work on YNi4BC0.2, namely, replacing 3d- element by 4d- element, we syn-
thesized and studied the materials of nominal composition YPd4BC0. 2 and YPd4BC0. 5. Both of them
turned out to be multiphase samples but exhibited SC [8].

Resistance R(r) of both the samples is only weakly temperature dependent over the temperature
interval 25K < T < 300K. This is a typical behaviour of the materials having considerable chemical/structural

disorder. Sample of the composition YPd4BC0. 2 prepared from pieces of the constituents (sample of batch
1) exhibits a drop in resistance at 21 K. Within a width of-4K, resistance drops by about 50%. The material
also exhibits a diamagnetic transition at -22 K, measured both in the field cooled and zero field cooled condi-
tions in an applied field of 20 G. We should, however, point out that the shielding signal is -2% of that ex-
pected for perfect diamagnetism. The strength of the Meissncr signal is nearly half of that of the shielding

signal. These results indicate that the material has a superconducting phase with T c -22 K. Another sample of
YPd4BC0. 2 (batch 2) prepared by melting a pellet of powders of the elements shows a superconducting tran-
sition at -10 K only. Magnitude of magnetic response of this sample is about one,third of that of the sample
of batch 1. Thus, it appears that physical properties of the end-products depend on whether the starting
components were taken as powders or pieces.

Sample of the composition YPd4BC0. 5 exhibits two superconducting transitions, one near 22 K and
the other near 9 K (Fig. 10) [8]. It is clear from these measurements that the Y-Pd-B-C system has at least two
superconducting phases. Relative proportions of the two phases depend upon not only whether the elements
are taken as powders or small pieces but also on the amount of carbon in the system. Cava et al., reported

superconductivity at T c - 23 K, in a multiphase material YPd5B3C x (0.3 < x < 0.4) [7].

To study the effect of rare earth substitution on the superconducting properties of YPd4BC0.2, we
have studied superconducting behaviour of LuPd4BC0. 2 and ScPd4BC0. 2 [8]. Both the materials exhibit
superconductivity at -9 K although the strength of the superconducting signals is much weaker than in

YPd4BC0. 2.

We also synthesizedthe materials YT2B2C(T= Ir,Rh,Os, Co).All of them were multiphase.
However, in the XRD pattern of YCo2B2C , a set of lines could be indexed on the basis of 1221-type phase
(a = 3.513,_, c = 10.58L_,). None of these was found to be SC down to 4.2 K. It is interesting to point out that

YCo2B 2 forms in ThCr2Si 2 structure [36] and carbon can be incorporated in the lattice to form YCo2B2C
but does not exhibit SC down to 4.2 K. On the other hand, YNi2B 2 does not form [24], but YNi2B2C forms
and superconducts. Crystal chemistry aspects of this are being looked into.

6. A-M-B-C (A = Th and U; M = transition elements).

We also investigated the existence of SC in various Th- and U-, the 5f- element based borocarbide
materials. We observe SC in Th-Pd-B-C and Th-Ni-B-C systems [37]. Sarrao et al. have also reported SC in
these materials [38].

We observe two superconducting transitions (Tc -17 K and 12 K) in our resistance and magnetic
measurements of multiphase ThPd4BC. Resistance of the sample does not go to zero even below the lower
transition temperature -12 K. Shielding signal, measured at 20 G, is low (-10%); however, one does see a
Meissner signal (-1%). The superconducting phases are minority phases in this multiphase material. A
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number of samples of the composition ThPd2B2C were synthesized and studied. These samples were also
multiphase. Our results show that there are two superconducting transitions in this composition as well

(Tc -20 K, 14 K) (Fig. 11). Zero resistnce is acheived below 14 K (Fig. 11). The strength of the shielding signal
and the Meissner signal are sample dependent. These results show that the system Th-Pd-B-C also has at
least two superconducting phases just as the system Y-Pd-B-C has.

Our samples of ThNi2B2 C are multiphase but do contain the 1221-type phase (a = 3.699A,
c = 10.192_). Resistance of this sample goes to zero below 6 K. Diamagnetic shielding signal at 4.2 K is close
to what one expects for perfect diamagnetism. Thus there is a superconducting phase in the sample with Tc ~
6 K. Magnetic response in the field cooled condition, however, is positive below ~6 K.

If in our multiphase ThNi2B2 C, 1221-type phase is the SC phase, then it is interesting to compare
the reduced T c in ThNi2B2C (in relation to YNi2B2C ) with that in ThRh4B 4 (in relation to YRh4B4).
ThRh4B 4 has Tc -4.5 K which is much lower than Tc of YRh4B 4 (-10.5 K) [39]. In the case of ThRh4B 4,
this drop in T c has been explained as a consequence of change of the electron!atom ratio on replacing triva-
lent Y by tetravalent Th. Subtle changes in the density of states at the Fermi level, which can occur due to the
concomitant variation in the cell constants, also may be responsible, at least partly, for this large change of

Tc [39,401.

We synthesized ThM2B2C (M = Co, It, Os) and also several compositions of U-based materials,
such as, UNi2B2C, UPd2B2C, UOs2Ge2C and UPd5B3C0.35. All these samples were multiphase, a.c.
susceptibility investigations of these materials did not show SC down to 4.2K.

7. Dilute substitution studies: Yl.xAxNi2.yMyC (A = U, Th, Gd; M = Co, Fe; x = 0 and y = 0.1; x = 0.1
and y = 0).

In order to get an insight into the mechanism of SC in these borocarbides, we investigated the effect
of partial substitution at the Y-site and the Ni-site on superconducting properties of YNi2B2C.

In Y0.9Th0.1Ni2B2C, Y0.9Gd0.1Ni2B2C and Y0.9Ce0.1Ni2B2 C which are essentially single
phase, resistance and susceptibility results show that T c is depressed by about ~5 K in all the cases (Fig. 12),
even though Th-ions are non-magnetic, Gd-ions are magnetic and Ce-ions are mixed valent and are weakly
magnetic. This is an interesting result, if effects such as variation in cell constants or difference in valence
state (Th is tetravalent and Gd is trivalent) do not play an important role in the depression of T c. It implies
that pair-breaking is not influenced much by the magnetic state of the impurity ions. Similar effects have
been observed in heavy fermion superconductors [41]. This has certain implications with respect to the nature
of pairing (s- vs non-s). Further work on this aspect is desirable. We have also observed that substitution of

0.05 atomic fraction of Y by U depresses Tc (onset) by 3 K, but major drop in resistance occurs at -5 K and
Tc(zero ) is depressed by ~10 K. It would be interesting to ascertain if U-atoms have magnetic moment in this
dilute limit.

In single phase YNil.9Fe0.1B2C and YNi0.9Co0.1B2C, resistance and a.c. susceptibility results
show that Tc is depressed by about ~5 K in Co- and -7 K in Fe- cases, respctively. It would be interesting to
examine the magnetic state of Fe and Co in dilute limits in borocarbides.

8. Conclusions.

Weak signal of superconductivity at an elevated temperature,Tc -12 K - 15K, that we observed in
YNi4B led us to the discovery of bulk superconductivity in multiphasefour-element borocarbide system Y-
Ni-B-C. This discovery laid the foundationof new field of superconductivity and magnetism in quaternary

borocarbides. Y-Pd-B-C andTh-Pd-B-C systemshave a phasewith Tc's (> 20 K) higher than that observed in
bulk intermetallics known so far. Further, in these two systems there are at least two phases that support
superconductivity. The borocarbide RENi2B2C series, besides having superconducting members, also has
members which are not superconducting.They exhibit a varietyof magnetic behaviour.
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OurstructuralinvestigationsonsinglephasesuperconductorYNi2B2Csuggestthatcarbonatoms
havelargeandhighlyanisotropicthermalvibrationsandthatthereis no structuralchangedownto50 K.
Fromourspecificheatandmagnetizationstudies,weconcludethatthismaterialis a strong-couplingsuper-
conductorandthetemperaturedependenceof Hc2(T)is ratherunusual.Our11Bnuclearrelaxationmeas-
urementssuggestshortlivedmomentson Ni-ionsin thenormalstateof YNi2B2C.Microwaveabsorption
measurementsin YNi2B2C indicateHe1tobe~20Gat 10Kandexhibitachangein slopeat ~23K,originof
which is notclearatpresent•

Singlephasematerials,RENi2B2C(RE= Ho,Er,Tm),exhibitcoexistenceofsuperconductivityand
magnetism•doublereentranttransitionHoNi2B2C, anomalouslyhigh magneticorderingtemperatures,
possibilityof momenton transitionmetalionsaresomeofthephenomenonthatdistinguishthesemagnetic
superconductorsfromallotherknownmagneticsuperconductors,includinghigh-Tc cuprates.

Thus,borocarbidesare notonlynewsuperconductors,buttheyhavealsoprovidedhopesfornew
physicsandhigherTc's inintermetallics.It is evidentthatthisdiscoverywill motivateeffortsnotonlyto
identifyquaternarysystemswithotherelementssuchas AI,N, Si andGe etc.butalso multicomponent
intermetallicsuperconductorswithstillhighernumberof elements.Ourowneffortsin thisdirectionarein
progress.
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Figure 1.- Resistivity and magnetic susceptibilityof our sample of YNi4B as a function
of temperature. Solid line is the Curei-Weissfit in the range 12K to 300 K (from Ref.1)
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Figure2.- Zero field cooled (shielding signal)and filed cooled 0Vleissnersignal)
diamagnetic response as function of temperaturefor as cast and annealed
samples of YNi4B.
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Figure 3.- a.c. magnetic susceptibility (top) and d.c.resistance (bottom) as a
temperature for the sampleYNi4BC0.2. Inset shows the resistance over the
temperature range 4.2 K to 300 K.
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Figure 5.- Zero field cooled (shieldingsignal ) and field cooled (Meissner signal)
diamagnetic response as a function of temperature for bulk and powdered
samples of YNi2B3C0.2 (top). Bottom figureshow resistance as a function of
temperature for the bulk sample of YNi2B3C0.2.
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Figure 6.- Powder x-ray diffractionpattem of YNi2B2C.Lines correspondingto the
impurityphase "YB2C2 are indicatedby solid circleabove those lines. Results of our
intensitycalculations are shown by crossmark. Inset shows the structureof

YNi2B2C determinedfrom single crystaldiffractionstudies. Note therather large
thermal amplitudeof C-atomsin theY-Cplane (representedas ellipsoids)
(from Ref. 24).
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ELECTRONIC STRUCTURE AND THE VAN HOVE SINGULARITY

SCENARIO IN HIGH-T c HgBa2Cu04+ 6 SUPERCONDUCTORS

by

Bal K. Agrawal & savltri Agrawal

Physics Department, Allahabad University

Allahabad-211002, INDIA.

The electronic structure and the hole
concentrations in the high Tc superconductor
HgBa2CuO(4+6) (6 = 0, i) has been
investigated by employing a first principles
full potential self-consistent LMTO method
with the local density functional theory. The
scalar relativistic effects have been
considered. The hole concentrations of the
Cu-d and O-p(x,y) orbitals are seen to be
larger for the HgBaCuO5 system than those of
the HgBaCuO4 solid. However, the van Hove
singularity (vHs) induced Cu-d and O-p peak
which is seen to lie comparatively away and
above the Fermi level in the 6=1 system
shifts towards the Fermi level in the 6=0
system. Thus, the superconducting behaviour
appears to originate from the occurrence of
the vHs peak at the Fermi level. The Fermi
surface nesting area in the 6=0 compound is
seen to be larger than in the 6 = 1 compound.
The calculation reveals that the increase in
pressure on the crystal enhances the hole
concentrations but without showing any
optimum value.

On the other hand, the vHs peak approaches
to-wards the Fermi level with pressure and
crosses the Fermi surface near V/Vo _ 0.625
(V and Vo are the crystal volumes at high and
normal pressures, respectively). Our
calculated value of the bulk modulus equal to
0.626 Mbar predicts the occurrence of this
crossover at about 24 GPa which is in
complete agreement with the experimental
value. At this pressure the compound has
maximum nesting area and self-doped
behaviour.
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I.INTRODUCTION :

The compound HgBa2CuO(4+6) ( 6 = 0, i) has been
seen [i] to be superconducting with Tc=94°K.
Schilling et al [2] have observed a Tc=I33°K in a
material containing HgBa2Ca2Cu30(8+6) and
HgBa2CaCu20(6+6). Quite recently, values of Tc% as
high as 164°K at high pressure have been reported in
HgBa2Ca2Cu30(8+6) samples [3,4].

In understanding the cause of the occurrence of
superconductivity in high Tc superconductors, one can
not ignore the crucial role played by the CuO2
planes. In two-dimensions, one come across with the
saddle points at symmetric points of the Brillouin
zone which lead to logarthimic vHs in the electron
density of states obtained even after assuming only
nearest-neighbour hopping. It has been seen [5] that
a simple reformulation of BCS theory in the weak
coupling limit considering the occurrence of a vHs
near the Fermi energy may lead to quantitatively
different results. The value of Tc may be much higher
achieving its maximum value when the van Hove
singularity coincides with the Fermi energy.

In the present communication, we investigate
the occurrence of the van Hove singularity in the
Hg-based single CuO2 layer compounds HgBa2CuO(4+6)
(6=0,1). Novikov and Freeman [6] and Rodriguez et al
[7] have also performed a LMTO calculation for the
6=0 compound but have not investigated the pressure
effects. Our similar results for HgBa2CaCu20(6+6)
(6=0,1) have been reported elsewhere [8]. The present
LMTO method goes beyound the usually employed LMTO
method in the atomic sphere approximation which has
several limitations. The method is seen to predict
the electronic structure, lattice constants, elastic
constants, and phonon frequencies, for the simple
systems III-V and II-VI semiconducting compounds like
AIAs, CdTe, GaSh, ZnSe, ZnTe, ZnS etc [9]. Also, the
parent compound CaCuO2 of the recently discovered
high Tc oxide superconductors has been successfully
studied [10].

II.CALCULATION AND RESULTS

The crystal structures of HgBa2CuO(4+6) (6=0,1)
possess the space group P4/mmm. The lattice
parameters of the tetragonal cell are the
experimentally measured values i.e., a=3.8797 A° and
c=9.509 A°. In HgBa2CuO5, the atomic positions in the
unit cell are Cu:(0,0,0); O(i) :(0.5a,0,0);
O(2):(0,0.5a,0); Ba:(0.Sa,0.5a,+0.294c);
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O(3):(0,0,_0.294c); Hg:(0,0,0.5c) and

O(4):(.5a,.5a,.5c). For HgBa2CuO4, the atom 0(4) of
the HgO plane has been removed.

The basis functions with IS 4 and of energies
-0.01, -I.0 and -2.3 Ry were chosen for making the
expansions of the products of the LMTO envelops. _he
decays of these functions were taken as _2=-I and -3
Ry. Each atomic sphere has thus 50 functions. The
local density potential of Hedin and Lundquist [ii]
has been utilized. A spd basis each for the two high
energies -1.0 and -0.01 Ry and a sp basis for the
energy -2.3 Ry were employed for every real atom. It
leads to a number 22 of LMTO's per atom.

The muffin-tin (MT) spheres chosen to fill the
space were slightly non-overlapping. The radii of
these atomic spheres in atomic units were Cu(2.0),
O(1.655), Ba(3.35) and Hg(2.05).

The valence states considered for the various
atoms are Cu(3d,4s,4p); O(2s,2p,3d); Ba(6s,6p,5d) and
Hg(6s,6p,6d). The core electrons are treated not in a
frozen-core approximation but are allowed to relax.
A number of 72 k-points obtained by the sampling
method in the irreducible part of the Brillouin zone
were employed in all the calculations. The 6=0
compound shows minimum in the crystal energy at a
volume ratio (V/Vo)=l.05, where Vo is the
experimental crystal volume for the 6 = 0.1 sample.
Novikov and Freeman [6] and Rodriguez et al [7] have
reported results for a different set of valence
states.

(i) ELECTRONIC STRUCTURE :

The dispersion curves for a number of
symmetry points lying in the two different k(x,y)
planes have been depicted in Fig.l. They are F =
(0,0,0); X = (H/a)(l,0,0); M = (n/a)(l,l,0); Z =
(H/a)(0,0,a/c); R = H(I/a,0,1/c) and A =
H(i/a,i/a,i/c). The origin of the energy is taken at
Fermi level (Ew).

The electronic structure is very much
two-dimensional. The dispersion of the valence bands
along the c-axis i.e., along the symmetry direction
F-Z is quite small. The band structure in the two
different planes along k= are very much similar.

In Figs. ib, ic and id, we have also
depicted those parts of the dispersion curves for
which the probability of any wave function on an atom
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is equal or more
than 0.2.

HgBa2Cu04
The single

_,.. ".i[_.'"'::: :::""';;
2 ......:_!I _. antibonding.. .. • x2_y=).......::- ,::................._-......'..:.__.......Cu-3d( :O-2p(x,.............-- _he

..,......._....... .:...[.--.:......,,...::y) band crosses. _ ..... Fermi surface in
•. ,":......; :::_F"";:"::_!::'_::::'"'_......;_I':'"':- most of the shown
......"....• .. symmetry directions
(a)TOTALDISPER_ONCURVES in the kz=0 plane

[see Fig. l(b)] and

2 N _: % more than 2 eV.
_ -2 _ _ _ " The band

""-.I.///_"'[3::__ ............._ structure for the....[[.._.3[:..-HgBa2CuO5 is quite
-6 (b)StA_"due Cu ariZ"O" similar to that of

•.. Cu .-.O(Cu) HgBa2CuO4 except

_-I0 _ --* _ _ II-- _ that in the former

2 _ _ _-I__ii i __ there is an overall

[._ .............. shift of the valencebands to-wards the

-2 _ _ ___ high energy side by0.4 and the

_/ -6 (c)_tate,du_to|||Ba,nd0 conduction bands bya large magnitude of
Z ,..Ha ...O(Ba) about 3.5 eV.

2 ' The Hg-6p
.................................conduction states do

-z not cross the Fermi
surface making the

-6 compound not
(d)Sta%esdue%oHIK self-doped. Also noatom of the BaO and

-IOF X I_ FZ R A Z Hg planescontributes and are
thus electronically

FIG.I Electronic band stru- inactive. In the 6=0
cture for HgBa2CuO4 sample, the location
compound in two kz - of the saddle point
planes and also along of the 2crossover
k= direction. Cu-3d(x2-y ):O-2p(x,

y) band changes with
k_, it varies from a

value -0.51 eV at X point to -0.37 eV (k==0.204) at R
point. On the other hand, in the 6=1 sample, they
appear at 0.40 eV at X and 0.18 eV at R points,
respectively.
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(ii) DENSITY OF STATES :

The computed local electron density of
states for the 6=0 compound is presented in Fig. 2.

In the 6.0 eV wide
valence band region,

4.0 the main
PRO/ECTEDELECTRO_CD08 contributions arlse

from the Cu(3d) and
_0 (4 For _ A_m HIBa_u_ the O(2p) state• of

U • ........ the various oxygens

&0 _ --- Ef lying in the layers, of Cu-O2 and BaO.
l The density of

_ 1_ ! states at the Fermi

_ 1.0 ! level in the 6=1
! compound is very

high equal to 7.24

•0 states/eV as_0 _) For O(Cu) compared to 0.49states/eV in the 6=0
_1_ _ •ample.

0'] 1.0 |• l The most
O_ I remarkable feature

0.0 is shifting of the
C/_LO (©)For Ba A_m vHs peak originating

from (F&g.23 ) the
1.5 _ Cu-3d(x -y ):O-2p(xy

O ) states. In the 6=01.0
! compound it changes

0.5 !_ from -0.44 eV at X0.0 _ point to -0.37 eV at

_0 (d)O(Ba) " the R point which_ may drive the 6=0
' compound approaching

_:_I_ _ to-ward• the

1.0 _ _ superconductingO_ O_ behaviour. On the
0.0 .! ___ other hand, in the6=1 compound these
•0 (o)HIAtmn peak• appear above

_ 1.5 _ the_Fermi level at
0.42 eV at X and

1.0 0.18 eV at Rl
O_ l respectively. The

I _,L....,ILl appearence of the
0.0__....../_....../_.....Ti......i_.._...._.......i vHs peak above the

ENERGY(eV) Fermi level mayresult in the
observed non-

FIG.2 Projected DOS at various superconducting
atoms of the HgBa2CuO4 behaviour of the
system, compound HgBa2CuO5 •
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The other peaks like

0.e0 one appearing at
C_) &O_w) STATES about 0.33 eV in

between the energyO5O HgBa,Cu04_ Cu(d_) range 0.18 to 0.42

• _ ._-.O_) eV originate from
_0.40 _ the flatness of _he

bands in the

different parts of

0..50 the Brillouin zone.

!
0.20 , (iii) FERMI SURFACE

O

The cross

sections of the
0.10 T% w_ Fermi surface for

O.00 the 6=0 and 1
-0.40 compounds, in the

ENERGY (e_ two different(kx-ky)planes i.e.
k_=0 and kz=0.204

FIG.3 Cu-3d(x2-y2) & O-2p(x,y) are shown in Fig. 4.
density of states around We find nesting
the Fermi level of along the [i00] and
HgBa2CuO4 with an [010] directions.
extended energy scale. The shapes of the

Fermi surface are
circular for 6=1 but

are rounded squares in 6=0 compound. The nesting area
in both the k=- planes in the 6=0 compound is
greater than in the 6=1 compound. The change in the
nesting area with the change of the location of the
kx-ky plane along the kz-axis is quite small in 6=0
compound, a behaviour different from that seen for
the 6=1 compound. The three- dimensional surface will
look like a tube.

TABLE.l: HOLE CONCENTRATIONS FOR HgBa2CuO 4 AND

HgSa2CuO5 .

System Atom Orbitals Bole Concentration

HgBa2CuO4 Cu d 0.09
O(Cu) p 0.108

HgBa2CuO5 Cu d 0.23
O(Cu) p 0.39
O(Ba) p 0.50
O(Hg) p 0.68
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(iv) HOLE CONCENTRATIONS :

The hole concentrations at the various atomic
sites are shown in Table I. The main contributions
arise from the Cu(3d) and the O(2p) states.Every

oxygen atoms of the
unit cecil

F (Z) X (R) F (Z) contributes to-wards

(___ ; the hole density.:FER_I_ The indivisual
contributions of the
Cu(3d) and O(2p)
states are
comparable.

=M(A)
X (R) X (R)(v) CHARGE DENSITY :

The charge
densities around the
various atoms for
the 6 = 0, 1
compounds are very

F (Z) _) _ FERMISURF_ F(Z] much similar exceptthe missing charge
around 0(4) atom in
the 6 = 0 compound.
The charge density
for the 6 = 1

]M compound for the
X (R) X (R) vertical plane (II0)

passing through the
Cu-atom shown in
Fig.5 reveals that
there is little
charge between the

!, Cu atom and the
!

I oxygen atom lying

F (Z) X (R) F (Z) in the Ba-O layer(03) because of the
large separation

FIG.4 Cross-sections of the between these atoms.
Fermi surface in the Also, the binding
extended Brillouim between 03 and Hg is
zone scheme in two quite strong because
planes, kz=0 (dashed of the presence of
curve) and kz=0.204 high charge density
( continuous curve ) between them. The
for (a) HgBa2CuO4 and oxygen atom 04 lying
(b) HgBa2CuOb. in the Hg-plane is

weakly bound both to
the Hg and Ba atoms

and is likely to be knocked out of its parent site
easily.
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(vi) EFFECT OF PRESSURE :
The varition of the crystal energy with

the lattice volume gives a bulk modulus equal to
0.626 Mbar. The
variation of the6"_arse Density of __ BaaCu04

in(I,-1,0)plexe hole
-I. -O_ -0.06 _45 _ concentrations%

with pressure are
1.2.5 1.26 depicted in Table

2. We do not find
any optimum value
although the hole

•_ 0._ concentration at
both Cu and O
atoms increase
with pressure. The

0_ 025 increase in
pressure on the
crystal shifts the
vHs peak to-wards

"_-- 0.46 the Fermi level
(see Fig. 6.) and

FIG.5 Distribution of the ele- near V/Vo=0.625,
ctron charge density in the vHs peak is
the (i,-I,0) plane cont- pinned at Fermi
aining Cu and O atoms of level. This
HgBa2CuO4. The contours volume
are drawn for an Lnterval corresponds to a
of .015 e/(a.u.)s up to pressure of about
maximum value of 0.14 24 GPa which is in
e/(a.u.)s. perfect agreement

with the
experimental

H_Ba2CuO4_ obervation of ChuO.O8

et al [3]. It isnoted that that Hg
6(p) conduction
states at the

_ optimal
volume

crosses the Fermi

level and makes it
now self- doped, a

behaviour seen [8]
_ in the Hg based

oxidesuperconductors
containing two or

................................................more CuO2 layers.
•7 _8 U I_ 1.1 Further, the Fermi

_/VO level touches theBrillouin zone
FIG 6 Deviation of vHs peak from boundary making

Fermi level with pressure, the Fermi surface
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TABLE.2 : VARIATION OF HOLE CONCENTRATIONS WITH

CRYgTAL VOLUME FOR HgBa2CuO 4 •

Hole Concentration
V/V

o
Cu O(Cu) Total

0.90 0.22 0.28 0.50

0.95 0.12 0.14 0.26

1.00 0.i0 0.12 0.22

1.05 0.i0 0.12 0.22

nesting area

HgB maximum. Therea2Cu04 appear smaI1
FenI_ Surface electron pockets due

r x r to Hg 6p states at
_._ point R as shown in

(,) "..:..= 0.0 Fig.7•
•le o •

.• | Qe

" _ "" " V CONCLUSIONS: t :

• I • The present!M
X _::[ | .:_X results predict the" occurrence of the

" ' : vHs peaks above and
• i • below the Fermie | •

"-.. _ ..'" level in the 6:1 and
-o. _ Q.e•.,.. 6=0 compounds,

respectively. This
.'..oT,;.r(z)r (Z) (b) k,=._)4 is in agreement with

•• "_" --_ the observation of
the superconducting

• • behaviour in the
• oxygenated
"'. 8A •:'_ HgBa2Cu04+6 (6=0.i)

R - R compound The
• • .d "e• •
• • nesting of the Fermi
. surface in the 6=0
• " compound is of a
". •" higher degree than• •

.0 O .O

:,JL*; in the 6=i compound.The hole
Z R Z concentrations of

the Cu-d (x2-y2) and
FIG.7 Cross sections of the the O-p(x,y)

Fermi surface for cry- orbitals in the 6=0
stal volume v/vo=0.625 compound increse
for HgBa2CuO4. with pressure on the
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crystal. The deviation of the vHs peak from the
Fermi level also decreases with the pressure on the
crystal and the vHs is pinned at Fermi level at a
pressure of about 24 GPa in perfect agreement with
experimental data. The nesting area of the Fermi
surface is also maximum at this optimum value.
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BOSON LOCALIZATION AND UNIVERSALITY
IN YBa_Cu3-xMxO_-5
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(June 22, 1994)

Abstract

Weconsidera twocomponentmixtureof chargedfermionson neutralizingback-
groundwith all sign combinationsand arbitrarilysmall mass ratios. In the two
impurity limit for the heavier componentwe show that the pair forms a bound
state forall charge combinations. In the lowest orderapproximationwe derive
a dosed formexpressionVeyl(r) for the bindingpotential which has short-range
repulsionfollowedby attraction. In the classicallimit, when the mass of embed-
ded particles is large ms >> m, we can calculate fromVel](r) also the cohesive
energyE and the bondlength R of a metalliccrystalsuch as lithium. The lowest
orderresult is R = 3.1It,, E -- -.9 eV, not entirelydifferentfrom the experimen-
tal result forlithium metal. The same interaction for two holes on a parabolic
band with ms > m gives the quantum mechanicalbound state which one may
interpreteas a bosonor local pairin thecase ofhigh-Toand heavyfermionsuper-
conductors.We also show that forcompoundsof the type YBa2Cu3-zMzOT-6
one can understandmostof the experimentalresults for the superconductingand
normalstates with a single temperaturedependentboson breakingfunction f(T)
for each impuritycontent z governingthe decayof bosonsinto pairing fermions.
In the normal state f(T) turnsout to be a linear, universalfunction, independent
of the impurity content z and the oxygencontent & Wepredictwith universality
a depressionin T¢(z) with slightdownbendingin agreementwith experiment. As
a natural consequenceof the modelthe bosonsbecomelocalizedslightly aboveT_
due to the Wignercryst_ll;,ation, enhancedwith lattice local fieldminima. The
holes remaindelocalizedwith a linearlyincreasingconcentration in the normals-
tate, thus explainingthe risingHalldensity.The bosonlocalizationtemperature
TBL shows up as a minimumin the Hall density Ra-_. We also give explana-
tion forvery recently observedscaling of temperaturedependent Halleffect in
La2-xSrxCuO4.

I. INTRODUCTION

Despite great efforts, high-To superconductivity HTS is still lacking a convincing theoretical
explanation that everybody can accept. There is ample experimental evidence for high-To,
heavy fermions HF and Chevrel compounds that the properties of these systems cannot be
understood with the most simple BCS model alone. More than anything the normal state
properties in all these compounds deviate from BCS, which above the transition temperature
Tc would predict a normal metal. The anomalies appear in the three main experiments: the
NMR, the Raman and Hall experiments and to some extent in the thermal conductivity and
surface resistivity.

The Hall-density (nil = 1/Rec) in the ab-plane is diminishing just above Tc and shows
a minimum at TBL _> Tc and beyond the minimum it rises linearly. In the case of 123 the
Hall coefficients in different direction have opposite signs Rab _> O, Rc <_ 0 [1]. This, more
than anything, requires existence of charge carriers of more than one type in these compounds.
Furthermore the NMR relaxation rate W(T) below Tc does not show a shoulder predicted by
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BCS. At very low temperatures the relaxation rate W(T) exhibits power laws with very small
exponent like 1.5 as compared with exponential BCS-behaviour or linear Korringa-behaviour
[2]. The Korringa law is not obeyed in the normal states. The Raman scattering shows no
coherence peak at w -- 2A hut continuum background [3], unexplainable within the BCS.

Inthecaseof123-compoundsalltheanomaliesmentionedabovecan beunderstoodinterms
ofdoublychargedboson model wherethebosonsexistup totemperatureTB _ 300- 500 K,

much higherthan To. Below thistemperaturethe bosonsare inchemicalequilibriumwith
respecttoreactionB ++ _ h+ + h+,where theholesaresupposedtobe tiedtoa band with
parabolicdispersionrelation.The chemicalequilibriumcan quitegenerallybe representedby
a bosonbreakingfunctionf(T)suchthatthenumber densityofbosonsand fermionsare

nB(T)----no/(T)
nh(T) = 2no [1 -/(T)], (1)

which simply contains the charge conservation. Just like dissociation in chemistry takes place
in a solvent, here the equilibrium reaction takes place in the sea of electrons.

From the Hall-experiments we have deduced that f(T) is nearly linear function above Tc
[4]. If the bosons and holes are tied to the ab-plane they both contribute to Hall-density and
Rab > 0. The minimum in the Hall-density is explained by the Wigner crystallization (and
hence by localization) of bosons above a temperature TBL > To, since their density gets smaller
than the critical density for Wigner crystallization. Similarly near T = 0 the density of the holes
gets small since l-f (T) --* O. The model therefore predicts antiferromagnetic transitions in the
superconducting states. Such transitions are also often observed. Although we cannot claim
that they all are connected with the proposed Wigner crystallization of the pairing fermions,
it is di_cult to understand why they occur near T -- 0. In c-direction the Hall density is
dominated by the background electrons, called spectators.

The plan of the paper is as follows: First we show that the existence of bosons is feasible.
In fact we will calculate the relative wave function of such boson and its binding energy in the
case of two charged particles with heavy mass embedded in the electron gas with neutralizing
background. We do this by applying the hypernetted chain (HNC) method of classical statistical
mechanics which has previously been shown to be very accurate for electron gas. In chapter III
we consider boson localization and in chapter IV two types of universal behaviour in high-To
superconductors.

II.SPECTATOR FERMION BINDING OF BOSONS

To introduce the method we repeat the steps needed to calculate energy/particle of the
electron gas. Here the relevant density parameter is the rs-value defined by the volume taken
by one electron n -1 = 47r(rsa0) 3, where a0 is Bohr radius = li2/me 2. Another relevant quantity
is the radial distribution function g(r12) which gives the relative probability of finding an other
electron at the position r2, if there is one at the point rl. For uniform electron liquid g(rl_)
is independent of the angles r12. The corresponding probability amplitude _b(r12) is ,vi_r12).
With Coulomb interaction vc(r) the potential energy can be calculated exactly form

V 1
-- - -n ig(r)-1lYe(r), (2)N 2

providedthatfunctiong(r)iscalculatedfromtheexactgroundstatewavefunction€ by

.,f 1912dr_
n2g(r12) = N(N - i) f i¢l_dr, (3)

where N is number of particles and dv = d3rld3r2dT"2 . For interactions other than Coulomb
force one has g(r)V(r) inside of the integrand in Eq. (2). The reason for (g - 1)vc is the
screening. Since g(r) --* 1 at large distances, this also makes the integral in Eq. (2) to converge.

Another function which, in the case of quantum liquids, is intimately connected with neutron
scattering experiments, is the liquid structure factor S(k) which is obtained by Fourier transform
ofg(r)- I
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S(k) - 1 = n J eik'r[g(r) -- lldZr. (4)

Using the HNC,-method one can calculate also the kinetic energy as functional of S(k) and g(r).
Without repeating here all the relevant steps needed we give the final result: One can write the
Euler-Lagrange equation into a form of "SchrSdinger equation" for the propability amplitude
¢ =v_ [s]

h2
- --v2¢cr)+ [v°(r)+ w(r)+ w+Cr)]¢Cr)=0, (5)m

where v¢(r) is the Coulomb potential and the boson induced potential w(r) is the Fourier
transform of

_(k)= - 4--_ (2s+ 1). (6)

The potential we(r) contains higher order terms and corrections due to the Fermi statistics
which are fairly small in the range r, > 3. Eq. (5) is the zero energy limit of a SchrSdinger
equation with zero scattering length: ¢(r) ---*1 for large r. Since w(k) is a functional of S(k),
the "Schrgdinger equation" is highly non-linear. Simplest way to solve Eq. (5) formally is to
define a correction function R by

Vs____¢¢
=lv2(g- 1)+ n(r), (7)¢

which allows one to obtain the solution by Fourier transform of Eq. (5) (with 7 = 4_rne2m/lis)

ks ks
S(k) (8)

_47 + k4 + 4k2(m/liSw,(k) - R(k)) V_ + k"

In the range r, > 3, which we are here interested in, both R(k) and we(k) are small, hence latter
form, so-called bosonic uniform limit approximation, is quite accurate. In the uniform limit
approximation by Eq. (8) two features are exact: It gives the correct k2-behaviour for small k
and produces the correct plasma frequency. Also the energy, shown in Fig. 1 compares favorably
with the Monte Carlo results of Ceperley [6], which in turn is very close to the fermi hypernetted
chain (FHNC) [7] result of Zabolitzky [8], which would correspond to a proper treatment of we
and R(k) _ 0 in our case. The Fermi correlations were included as a potential we, for which
Eq. (5) gives exactly the free Fermi gas radial distribution function in the r° _ 0-limit.

0_ - i - + - + - | - . - | - i -
o

* Ceperley,MonteCarlotale. 197t1 I__ • g(r)andS(k)_ w,

@

_ -ILIO ,..

6
@

-0,15 6

• ' - ' " ' + ' - ' , I , f ,
-020 l 1 I I tO I! II II

r,

FIG.I.

Totalenergyofelectrongascalculatedusingthefunctionsg(r)and S(k)solvedfromEqs.(4)
and (5),as compared withtheMonte CarloresultsofCeperley[6].Fermi correlationenergy
was added withintheLado-approximation.
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The effect of screening comes out in a vivid way from Eq. (5): The free space Coulomb
interaction is changed into an effective interaction V_/I = vc + w due to the other electrons
around. In fact for large r, vc is completely cancelled by w(r) and hence Ve!l(r) has finite
range.

With these preliminaries we are ready to examine what happens if we embed charged particles
into the electron gas. The same treatment with radial distribution functions can be generalized
for a mixture: One obtains a system of three coupled equations of the type Eq. (5). Calling the
secondcomponentmass m2, densityn2 and chargeQ2 = Ze one would now needthreeradial
distributionfunctionsg11(r)= g(r)(= theelectrongas)g12(r)and g22(r)andthecorresponding

probabilityamplitudesCq = _/_',whichsatisfythefollowingthreecoupledEuler-Lagrange
equations

- --'_72¢_j + + wq eli=O, i,j =1,2 (9)
Plj

with I/1 -- m, I/2 = m2 and P12 -- mm2/(m + m2) = m/(1 + M). The detailed expressions for
wq are to be found in Ref. [9]. It turns out that the set (9) has again a solution if the mass
ratio M _ 1, but for M < .1 there seems to be no solution numerically [10]. For these reason
it was thought that this approach cannot be applied to a problem like the metallic hydrogen.
However, since the method works so well in the single component case, the reason for this
inadequacywas not fullyunderstoodearlier.Our purposehereistoshow thatthereasonfor

instabilityisappearanceofbound stateinchannels¢22or ¢12 whichone simplyhas totreat
more properly.In whatfollowswe willshow thatthepropertreatmentistogofirsttoone and
two impuritylimitsn2/n ....+0. Inthislimitone obtainsa decouplingofthe threeequations:
Firstequationreducestothebackgroundelectrongasdescribedbefore.For theimpurity,one

obtainstheliquidstructurefactorSl2(k)from S(k)oftheelectrongasby

4S2(k) [Z7 1 _] 4Z-yS2(k) (10)S12 - 1 + MS(k) _ + (1 + M) = k4(1 -I-MS(k))

The small correction function R12(r) has analogous meaning as the one in Eq. (7) with the
definition

V_¢12
- 1V2(g,2- I)+ R12(r) (11)

¢12 2

and inallFouriertransformsthebackgroundelectrondensityn isused.For smallmass ratio
M _ 0 we obtainintheuniformlimitforbothR -- RI2 --0 verysimpleform

4Z7 (12)
$12(k) -- 47 + k4'

showing that the sign of S12 is opposite to charge Q2 = Ze. The third component in this limit
decouples also and we obtain a SchrSdinger equation for the pair

-- --V2_)22 "_ + W22 ,_22 ---- E¢22 (13)
rn2

with induced potential w22(k) in k-space

w22(k) = - 4"---_ (1 + 2MS). (14)

With Eq. (13) we can also treat the two impurity scattering with E >_0 and the bound states,
if any, with E < 0. In the case of finite density n_ one would have E = 0 and hence g12(r) ---*1,
for large r. Here, however, we have used the formalism simply to calculate the induced potential
w2_(r) since there is no reason why w_2(r) would have different expression for E _ 0 than for
E = 0. Eq. (13) has earlier been used by Owen [11] to calculate the Landau parameters for
4He+3He mixture and the expression is the same with different notation. Hence eq. (13) is
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a normal,linearSchriJdingerequation in the mediumwithinducedpotentialcalculatedfrom
HNC. ForM _ 0, w22(k) is always attractive in k-space,irrespectiveof the sign of Sm and
henceof the impuritycharge.If one goes to finite densityn2 and Eq. (13) has a boundstate,
one naturallyhas an instabilityin the two fermionmixture.

WritingQ_ = Z2e2 one can now calculatew_2(r)in the uniformlimit forboth Sl2(k) and
S(k) and small M to be (with b = .),1/4)inversetransformof 4h_7_/[mk_(47 + k4)-1] which
is

g2e2
=---(1 - e b,) (15)r

and the effectivepotential becomessimply

Z_e2
Fell (r) = --e -br cos br, (16)r

showingthe screeningpropertyexplicitely. Notably this lowest orderresult is differentfrom
RKKY-typeof interactioncomingfrom Kohn-Luttingerinstability[12].

This simple theorycan nowbe appliedto varietyof instances. In the classicallimit M = 0,
the equilibriumdistanceR ofthe two impuritiesis determinedby the minimumof the effective
potential which is closeto bR - _rand hence

R = 1.26r,as4/t. (17)

The correspondingcohesiveenergyof the pair is

E = 1VeII(R ) ,_, -.246Z2r'_ 314 eV. (18)

Simplest case to compare with experiment here is lithium with Z = 3 and r, = 3.25. We obtain
nowR = 3.1/t and E = -.9 eV as comparedwith the experimentalvalues3.4/_ and -1.6 eV.
Clearly we don't expect ourresultto agreewith experiment in lowestorderapproximation but
the magnitudesarecorrect.The calculationforlithiumcouldinfact be performedin two ways:
Onecouldtake the impurityto be He+-ionwith modifiedCoulombinteractionv¢(r) with Z = 1
or else take Z = 3 and improveon the $12(k), since S(k) can be calculated accurately using
FHNC. By taking Z = 1 one avoidsthe exiton singularityin the 12-channeland in principle
such a calculationcan beperformedwith desiredaccuracy,whichhoweveris not the point here.
In the originalset both boundstate singularitiesshowup and wecan interpret this as a sign of
good accuracyrather than a deficiencyof the set (9). The remedyis to treat the two fermion
bound states as the secondcomponenti.e. usebosonfermionmixtureinsteadbut with modified
Coulombinteraction. This is exactly what has been doneso far within the spectator fermion
modelof the new superconductors[4]

0.08 . .

0.06 _._0.04 )

0.00 I - "

-0.02

2 4 6 8 10

• ('.'o)
FIG.2.

Effectivepotential (16) and wavefunction_b_2(r)for a pair of electronsor holes forminga
bound boson, with r, = 4 and M = .1.
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Next we return to the high-To case by assuming that the impurity holes or electrons belong
to a parabolic band with finite effective mass such that M < 1. The problem of embedding
two heavy holes with effective mass m2 is not different from the previous impurity problem
and the same Schrbdinger equation (13) has to be solved for the propability amplitude ¢22.
In Fig. 2 we show a representative ease for a pair of holes or electrons forming a bound 1S0-
boson, using the effective potential of Eq. (16). The size is about what is needed in ceramic
superconductors: Few Angstrbms and the binding 2A _ 500- 1000 K, depending upon r,
and M. The calculation shows that the existence of such a boson or a local pair is feasible.
The bosons would survive up to temperatures kBTB "_ A, where TB is the boson formation
temperature. Hence we predict TB "_ 250 - 500 K, which is about what one needs in high-
Tc [4] or heavy fermion [13] superconductors. Furthermore the theory predicts existence of
all possible combinations [B ++, e-l, [B--, e-l, [B ++, h+] and [B--, h+], since the effective
interaction is always attractive. These define the electron-hole liquid (EHL) and spectator
fermion (SFS) superfluid models [4]. The superfiuidity of the composite bosons can be shown
at T = 0 by calculating the superfluid fraction nc from the one particle density matrix. Such
a calculation also uses formally the impurity liquid structure factor [14] where an impurity is
this time embedded into the boson system.

III. BOSON LOCALIZATION

It is well known that charged particles (bosons or fermions) on a smooth, neutralizing back-
ground become localized into a Wigner crystal (WC) at densities lower than r, _ 170 [15,16].
The limiting density nwc depends upon the mass and charge of the particles. In the case of
ion background additional localization is caused by ion sites, lattice defects etc.. Hence WC-
localization puts an ultimate lower limit for the boson density that can still lead to superfluidity.
For bosons with Z -- 2 the limiting density turns out to be

>509(m  3101°cm-3. (19)
\me /

We use the boson mass mB= 2m_, hence the WC-localization limit is nB> 0.16.1021 cm -3.
This should be compared with the experimental boson density no _ 8 • 1021 cm -3. We an-
ticipate that the lattice and the lattice defects localize additional portion of the bosons. The
corresponding limit for the holes with mh = me is only 3 • 1017 cm -3, and we predict that
the holes localize at extremely low temperatures where nh(T) _ O. This is important for
understanding of the antiferromagnetism appearing in many high-To and HF-compounds [13].
In what follows the holes produced in the boson decay obeying the same rule dictated by

1 - f(T) regardless whether they are produced from localized or delocalized bosons. Since at
TB all bosons have decayed, somewhere in between Tc and TB there must exist a temperature
TBL where they all become localized. In the present calculation we will treat the localization
phenomenologically by writing the number density of delocalized bosons to be

(anof(T)_(T) ._ anof(T) (1 - T/TBL), if T < TBL (20)nBDL (T) = O, if T > TBL.

Here the coefficient a determines what fraction of bosons are localized already at T = O. Since
the localized bosons hardly show up, we cannot determine a very accurately, and the exact
behaviour of the localization factor is not known. We believe that in reality cr < 1, and suggest
that the localization is the main source for sample dependence observed in high-T€ materials,
even for single crystals.

In the normal state only the delocalized bosons give contribution to the specific heat, Hall
coefficient, resistivity, etc. The only place where the localized bosons may show up are the
magnetic experiments such as NMR, where they can give contribution to the orbital shift and
thereby also to the relaxation rate 1/7'1.

The issue of boson localization can come up only in models like EHL or SFS, where the
bosons exist in the normal state and suffer boson breaking. We therefore predict that HTS and
HF form a laboratory where the phenomenon of localization can be studied experimentally in
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details. In our earliercalculations it was difficult to understandwhy in the Hall effect (above To)
only the holes contribute to the Hall-densityand not the bosons. Now the observed behaviouris
fully understood, includingthe minimum which in ourmodel should occur near the localization
temperature TBL. It would otherwise be very difficult to understand why the Hall density
would diminish in the range Tc < T _<TBL, when the temperature is increased.

IV. UNIVERSALITY

Sincethe dispersionrelationof the fermionicexcitationsis unknownand likewisethe band
structure details, we will use the simplest possibleapproachof taking into account only the
concentrationdependenciesof the experimentalquantities. The temperaturedependenciesof
concentrationsin turn aredeterminedby the bosonbreakingfunction .f(T) whichby ourearlier
discussions[17]is assumedto be linearaboveTo. In the normalstate wewrite

1- T/TB
f(T) = fc i -- Tc--_B' T¢ < T < TB (21)

The average number of holes and mobile hosons in the normal state are again given by Eqs. (1)
and (20). In Eq. (21) the parameters fc, Tc and TB define a function which, if continued to
T = 0, would predict that a fraction of bosons is localized already at zero temperature.

In the case of single crystal of 123 we have deduced from the experiments (Hall-effect)
the values of the main parameters to be fc _ 0.6, and TB = 280 K. We assume that TB
is independent of impurities and likewise the linear function in Eq. (21) is assumed to be
universal. These two parameters are sufficient to describe also the normal state of the impurity
systems.

The idea behind universality is as follows: In the non-impurity case the boson density at
T = 0 is no. The presence of plane coppers is vital for the boson formation. In the impurity
case z > 0 a fraction of plane coppers are replaced by impurities such as Zn. Hence near the
impurity sites bosons may not be formed. Therefore the boson density at T = 0 is diminished
by a fraction v to be nB(0, x) - v(x)no. Correspondingly the density of holes is increased to
nh(0, x) = 2n011 -- v(x)]. In the normal state this shift of chemical equilibrium is reflected
as the decrease of temperatures To(v) and TBL(V), while TB should be characteristic to each

compound• As a first approximation we use the same linear function for all z, which gives us
the universality.

1.1

.0
.g

•S '

.4 •

.,1
0 20 4o 60 Io 100 120

FIG. 3.
The boson breakingfunctions f(T,z) for YBa_(Cul-xZnx)30_ with four values of z and

TB = 280 K. The verticallines indicate the localization temperaturesTBL(Z). Accordingto
the universalityidea the f(T):s aboveTcfall on the same line, whichhas been continueddown
to T = 0 (dotted line).
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The idea of universallinear.f(T) aboveTc is illustratedin Fig. 3. In fact wehave gone one
step furtherby assumingthat the universalityis truealsofordifferentoxygencontents6, which
controls the densityno in YBazCuaO¢__. In Fig. 4 we comparethe Hall density calculated
using a universalf(T) with the one reportedby Jones et aL [18].Theresult supports the idea
of universalf(T) aboveTo: In the range0 < 8 < 0.5 the data is quite wellreproducedwith no

the only freeparameter.

2.0

1.5
.f"

1.0

0.5

0.0
0 100 200 300

Temperature(K)
FIG. 4.

The Hall densitywith severaloxygencontents in YBCO thin films. The short thick curves
representthe experimentaldata of Ref. [18]. The theoreticallines were calculatedusing the
relation(eRH)-1 = 2n011-- .f(T)] with the same linearf(T) for all oxygencontents.The only
changingparameter is no. The f(T) is given by Eq. (21) with the fixedparametersT_ = 92 K,
TB = 300 K, and f_ = 0.6. This resultdemonstratesthat .f(T) aboveTc is fairly independent
of the oxygen content.

The universality allows us to calculate To, the localization temperature TB£, and fc as a
function of impurity content z from Eqs.

vf(TBL(V))""f(TBL(1))

vf(Tc(,)) = f(Tc(1)) , (22)

where v is related to the impurity concentration z by 1 - v _ 7x (determined from the NMR
experiment of Ref. [2]). Eqs. (22) are based on the fact that localization or the supetfluid
transitions take place at a fixed boson density for the same crystalline background. Using
Eqs. (21) and (22) one obtains the following formula for the T_ depression:

T¢0/) = _,-l[Tc(1) - (1 - _')TB], (23)

or

T_(=)= T_(0)- 5=TB1- 5= ' (24)

where TB ,_ 300 K and factor 5 comes from the valence counting for 123 discussed by Harashina
et al. [20]: The Zn impurity atoms replace only coppers in the ab plane, and _7 _ 5. This gives
quantitative agreement with experiment [20]. The pole appearing in Eq. (24) for unphysical
negative values of To(=) causes down bending of the curve which is observable in the case of
La_-ySryCul-xZnxO4 in the data of the same group. Also the T_ depression of Pr and Ce
substituted Bi2122 seems to bend down in a similar fashion [21]. Harashina et al. give an
extensive discussion of the "spin gap", which they conclude to be connected with localization of
holes. Here we associate the minimum in the Hall coefficient Rab with boson localization, which
explains in a simple way the existence of the minimum in Rab near TBL _ 100 K in 123 [20].
From the universality idea we obtain for the localization temperature TBL(V) the relation

TBL(v) -- To(z,) = z/-1 [TBL(1) -- To(l)]. (25)
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With increasing impurity content z (decreasing v) the separation between the localization
temperature TB/: and Tc increases. The universality is illustrated in Fig. 3 for 123 impurity
systems.

Another kind of universality in HTS has been considered by Schneider and Keller [23], who
assumed that Tc has a parabolic maximum at the optimum condensate density. They found
out that the rescaled Tc plotted against the muon-spin-relaxation rate of many HTS fall on a
single curve. Zhang and Sato [24] have proposed that when the rescaled Tc is plotted against
the hole concentration in the CuO2-planesa universal doping curve emerges for many cuprate
superconductors. Instead of the usual parabolic form, they obtain a plateau around maximum
To. As pointed out by Awana and Narlikar[25],the weaknessof such plots are the ambiguities in
estimating the hole concentration. Schneiderand Keller furthercalculate the pressurederivative
dlnT¢/dP and the isotope effect coefficient -mdlnT¢/dm vs. To. The present model obeys
these universalities: the doping behaviour of Tc has been derived in Ref. [26], and the pressure
derivatives were plotted in Fig. 4 of Ref. [13]. The pressurederivatives of both hole and electron
doped HTS come out correctly from SFS.

In Ref. [26] the derivation of doping curves for La2-xSrxCuO4 was based on the formula
no -t-ne = fi -- constant while no and ne are changed (notice the different notation). At the
time of Ref. [26] the Landau damping of the sound mode was thought to be the reason why
Tc(zB) is zero outside the boson concentrationregion zl < zB < z2. Now we suggest that the
critical boson concentrationsxl and z2 correspond to the localization limits: the underdoping
limit zl and the overdoping limit z2 correspond to boson localization, the latter one because
too few spectators remain. The localization gives the same sound velocity exponent 1/2 at both
critical points [4], and we obtain a Tc formula slightly simpler than the one in Ref. [26]

T(xB) A[(xB- xl)(x2- =B)]5/8, (28)
where A is approximately independent of concentration zB.
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FIG.5.

Scaling of T-dependent Hall coefficent RH white squares respect the result from (28).

Since both no and ne change in doping we expect that also TB, T¢ and fc in Eq. (21) will
change with z. However if one uses t - T/TB with f(t) universal, we may write the Hall-
coefficientforT > TB, RH(t)= R/(1 -/(t)), therefore

RH(t) -- R°_ _ f(t) /¢(1 - t) re(1--tip)"
R_ 1 - f(t) 1 - re(1 - t) 1 - f¢(1 - t/p)"'

which is also universal, if in Eq. (21) the quantity L = f(T,(z))/(1 -T,(z)/Tn(z)) is indepen-
dent of z.

Recently Hwang el aL [27] have reported a scaling of the in-plane temperature dependent
Hall coefficent RH(7").They rescaled Rtt(T) in a form [a.(T/T')- giving the same
T/T* dependence for all x. R_t and T ° are x dependent parameters. If we identify TB with
1.8T*, we obtain using f_ = .5 the curve
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1--t

- = T U' (28)
which is shown in Fig. 5 to be in rather good agreement with experiment. The last, non-linear
form in Eq (27) with critical exponent # > 1 would give good agreement without rescaling of t.

V. CONCLUSIONS

Weconcludethat simplemicroscopictheorypredictsthepossibilityof bosonformationin the
situation wherethe backgroundelectronor hole liquid(the spectators) have smallereffective
mass than the pairing fermionswhichbelow temperatureTs combinepairwiseinto bosons.
Sincethe approximatecloseformeffectivepotentialV_II(r) by Eq. (16)givesa reasonablevalue
for the unit cell of Li-metal and also the cohesiveenergywe believethat it is fairly accurate
alsoin the quantummechanicalbosonproblemforone to add theeffectsof unisotropiespresent
in ceramicsuperconductors.The knowledgeof boson wavefunction enables one to calculate
the densityof states and hence f(T) from the boson decay at finite temperatureby simply
calculatingthe scatteringstates fromEq. (13) with E > 0.

The present theoryof bosonbindingis differentfrom BCS phonon couplingand also from
the bipolaronmodel.
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THERMOMAGNETIC PHENOMENA IN THE MIXED STATE

OF HIGH TEMPERATURE SUPERCONDUCTORS

E.Z.Meilikhov, RSC '°Kurchatov Institute", 123182 Moscow, Russia

i. Introduction

Galvano- and thermomagnetic phenomena in conductors are
usually described with the help of kinetic coefficients which are
determined with the following expressions for electric field E
and the electron fraction of the heat flow q [I]:

E=PxxJ+Pxy[k×j]+_VT+QB[k×VT ], (1)

q =nj+E_B[ kxj]-_VT+LB[kxVT ]. (2)

Here P×x and Pxy are components of the resistivity tensor; j is a
current density; k=B/B is a unit vector parallel to magnetic
field B; _, Q, H, E, _, and L are Seebeck, Nernst, Peltier,
Ettingshausen, heat conductivity and Righi-Leduc coefficients,
respectively. In accordance with the Onsager principle, some of
these coefficients are interconnected:

H:aT, E_:QT. (3)

On the other hand, there is also a connection between the
electric field and the heat flow in the superconductor mixed
state. If one assumes that both the electric field and the heat
flow arise only under the fluxoid motion then we have Josephson
formula for the electric field:

E=-_[ vfxB ] (4)

and Huebener relationship for the heat flow [2]:

q=S_Tnfvf , (5)

where vf, nf=B/¢0 are an average motion velocity and a fluxoids

density _@0=hc/2e is a magnetic flux quantum), and S_ is an
entropy of a unit section of a fluxoid. It follows from Eqs.(4)
and (5):

q=T (cS4/¢0)[Exk]. (6)
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For given values of the magnetic field and temperature the
velocity of the fluxoid motion vf depends only on the current

density j and the temperature gradient VT. For a general case the

dependence of vf on j and VT has the form:

vf=alJ + a2[jxk ] . a3VT + a4[VT×k ] (7)

(a specific form of coefficients al, a2, a3, and a4 depends on
the choice of the fluxoid motion model, see below). Substituting
Eq.(7) into (4) and (5), we obtain

E=(a2B/c) j + (alB/C)[kxj] + a4BVT - a3B[kxVT], (8)

q=(nfTS4al) j - (nfTS4a2)[kxj] + a3VT- a4[k×VT ]. (9)

The comparison of these relations with general expressions (i)
and (2) for E and q and the use of the Onsager equation (3) lead
us to

s s

as=(CS_/¢0)P×y , QsB=-(cS_/¢0)P×x , (I0)

where index s marks kinetic coefficients relating to a
superconductor in the mixed state. Eqs.(10) which are a
consequence of the connection (6) between q and E in the mixed
state of a superconductor forecast a certain correlation between

s s

"heat" and "current" coefficients (es' Qs and Px×' Pxy) and give
a possibility of checking the correctness of the conception
involved.

The most detailed experimental researches of kinetic
coefficients in the superconductor mixed state have been carried
out for high temperature superconductors [3,4] where their value
is essentially higher and the temperature range accessible for
measurements is noticeably wider than those for traditional
superconductors. The researches revealed the real connections
between kinetic coefficients to be strongly different from those
predicted by relations (i0). Thus, for instance, Hall resistance

Pxy in the mixed state is often a nonmonotonic and even
sign-reversing function of temperature and magnetic field.
Meanwhile Seebeck coefficient (thermal power) usually rises
monotonically with the T or B increase and its behavior, as a
rule, resembles that of the longitudinal resistance'e a Pxx"

Besides, according to Eq.(10), the Seebeck coefficient goes to a
zero on the normal state transition (since in this case entropy

S_ goes to a zero), although this coefficient obviously should
take the value peculiar for the normal state. All this testifies
to the fact that Eq.(10) is based on incorrect premises. It is
clear that these are only Eqs. (4) and (5) (ensuing from an
assumption that the electric field generation and the heat
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transfer and, consequently, all the kinetic phenomena in the
superconductor mixed state are related solely to the fluxoid
motion) may be erroneous.

This approach is applicable in full measure only far from the
superconducting transition, where fraction N =n /N of normaln n

quasiparticles is small (N and nn are normal quasiparticles

concentrations at T>Tc and T<Tc, accordingly). In conformity with

the weak coupling BCS theory such particles originate only due to
their excitation via energy gap _, and hence in low temperature
superconductors (with a weak electron-phonon interaction) normal
quasiparticles appear in a noticeable quantity only in a direct
proximity to T when the width of superconducting gap _ becomesc

close to (or smaller than) thermal energy kT. Thus, this approach
is valid almost everywhere but for a narrow temperature range
near the transition.

A different situation occurs in high-temperature super-
conductors with a marked tendency towards a strong
electron-phonon interaction resulting in the finite density of
states within the energy gap [5]. In this case normal
quasiparticles arise mainly owing to filling these states and
their concentration is determined by a power-law dependence

(e.g , by law Nn_(T/Tc)4• , known for a Gorter-Casimir two- liquid

model [6]) rather than by temperature exponential dependence
N (T) a exp(-A/kT). The temperature range where fraction ofN w

normal quasiparticles is large, grows much broader and there is
no groun_ to neglect their contribution into different kinetic
phenomena In Ref.[5] numerous references are made to the works
which point out that the temperature dependences of thermal
properties of high temperature superconductors near T are much

c

better described by the Gorter-Casimir phenomenological model
than by weak coupling BCS theory. In this connection the
description of kinetic properties of the mixed state of high
temperature superconductors requires a simultaneous and
self-consisted account for the motion of fluxoids and normal
quasiparticles.

The most straightforward way here is to proceed from an
assumption that corresponding contributions into kinetic
coefficients are independent and additive. And it exactly this
way which is usually taken (see, e.g., Refs.[7 and 8]). This
approach presupposes, in particular, that the presence of normal
quasiparticles effects in no way the fluxoid motion (and,
consequently, the electric field in a superconductor). This key

1
Here by the term "normal quasiparticles" we understand not the

particles which are "bound" in the fluxoid cores (with the
concentration of N) but those which are outside the fluxoid cores
and are "free" (their concentration is n <N).

n
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assumption is corroborated with no due arguments and is simply
postulated although it does not look absolutely obvious• So one
needs to get rid of this limitation and to construct a
self-consisted theory of galvano- and thermomagnetic phenomena in
the superconductor mixed state within a frame work of a single
model. Since at present the fluxoid motion is described
approximately even in neglect for normal quasiparticles [9] a
phenomenological approach analogous to that used in the classical
work by Gorter-Casimir [6] might be used.

2. Seebeck and Nernst Effects

Average density Jn of the normal quasiparticle current is

determined by the standard relationship:

N E+aN [Exk]__NIVT__N2[VTxk ] (Ii)Jn=Oxx xy

N and oN
which takes into account that conductivity (axx xY) of a

system of normal quasiparticles (metal) is proportional to their
concentration Nn while Seebeck (aN) and Nernst (QN) coefficients

• N N
are independent on it2 Here _N]=aNaxx+QNBaxy and

N N

_N2=_Naxy-Q_Baxx. The electric field in a conductor with finite
conductance is determined by well-known relations, namely, the
Ohm's law

N . N

E=Pxx]n+Pxy[kxJn]+aNVT+QNB[kxVT ] (12)

for a normal metal and Josephson's formula (4) for a
superconductor in the mixed state without normal quasiparticles.

N N
are components of resistivity tensor of a normalHere Pxx and Pxy

metal. How could one generalize Eqs.(4), (12) corresponding to
two limiting situations (N =0 and N =I) for a common case whenn n

0<N <i? In the absence of an exact answer to this question one
n

may try the interpolation formula

S:-f {_[ vfxS ]}+fn{p: " N }3n+Pxy[kxj ]+eNVT+QNB[kxVT ] (13)s x n

where weight factors fs and fn have to satisfy conditions

2In normal metal _, Q _ kT/EF [i] where Fermi energy aF is determ

the total concentration of charge carriers and is independent on Nn.
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fs(Nn=0) =i, fs(Nn=0)=0, f (Nn=l) =I which ensure the transfer ofn

Eq.(13) into "correct" expressions (4) and (12) in the above
cited limiting cases. The expression for an electric field which
is obtained after substitution of Eq.(ll) into (13) contains no
terms proportional to VT (it is required for obvious equality E=0
to take place at vf=0) and has the form

f

E s

As it can be seen from Eq.(14), in order to determine an electric
field it is necessary to find the velocity of fluxoid motion vf

for which purpose let us use the equation of motion suggested in
Ref [I0] (when N =0, VT=0) :• n

_m[VsXk] - Dm[Vfxk] - _±vs - _,vf = 0, (15)

where um=nse_0/c, ns is a concentration of superconducting

carriers; vs is their (average) current velocity; and _i and _ll
are viscosity coefficients. The existence of normal current Jn

(for N /0) should have brought about the appearance of an

v -dependent function A(vn) in Eq (17) Since at N _ 1 all the• " n
n

terms occurring in Eq.(17) go to a zero, the equation of fluxoid
motion in this case come to relation A(Vn)=0 coinciding with the

equation of normal quasiparticles motion, i.e., to the Ohm's law
<I variables v and v in the mo-

(12). We may assume that at Nn s n

tion equation are also "divided", in other words, the equation is
"split" into two expressions: A(Vn)=0 (coincides with Eq.(ll) )

and Eq.(15).
Now let us discuss the way of modification of the fluxoid

motion equation (15) with the presence of the temperature
gradient. Firstly, "thermodynamic" force FT! = -S_VT must

manifest itself in it. Here S_=S_(T) is a temperature dependent

entropy of a fluxoid section of a unit length. This force is an
analogy [2] for Lorenz force _m[Vs×k] and can be derive from the

latter by substituting Vs4 v*=(S_/_m)[VTxk]. Simultaneously force

FT2 .analogous to "viscosity" force -U±v s from Eq.(15) should be
introduced; it is derived from the latter by means of the same

v*: = -S_(_/_m) [VTxk]-substitution vs FT2
Another reason for appearance of "thermal" forces in the

fluxoid motion equation is the origination of counterflow
supercurrent in-between their normal cores Ill]. If there is a
temperature gradient inside the fluxoid core (that is in the

322



region where Nn=l) there appears additional normal current with

the density, according to Eq. (ii), equal to JT = -_NIVT-

-_N2[VTxk]. This current is balanced with externally flowing

counterf low current with an average density jb=Jbs+Jbn= -JT'

which is a sum of supercurrent Jbs and normal current Jbn" The

superconducting component of this current equals Jbs = NsJb =
V it is a

-NsJT. Similarly to the transport supercurrent Js=ens s
source of forces effecting fluxoids [12]. Hence two more forces

FT3=- (_m/Ne)(_NI[VTxk]-_N2VT) '
(16)

FT4=(n±/Ne) (_NIVT+_N2[VTxk]

should be introduced into fluxoid motion equation (15) related to
the case when VT=0. These forces are derived from Lorenz force

_m[VsXk] and viscous force -_±vs by means of substitution v
3 s

-v**, where v**= Jbs/ens = - (I/eN)JT

Thus, in the presence of VT the fluxoid motion equation
acquires the form:

_m [VsXk]- __Vs - [S_ [_] + [_] (_Tm/_NI-_7_L_N2)] [VTxk] -

Using expression Js=ensVs=j-jn (where the normal current follows

Eq. (Ii) ) and substituting relationship Vs=C[ExB][ (l-Nnfn)/fsI/B2

ensuing from Eq.(14) into Eq.(17) we obtain the equation for the
electric field. The solution of that equation in respect to E
gives the relationship determining the transport coefficients of
superconductors in the mixed state : a Seebeck coefficient
(thermal power)

3The negative sign appeared in the v _ -v** substitution is as

result of the reverse (in respect to the normal current )
direction of supercurrent Jbs" The nondiscrepancy of the fluxoid
motion equation (17) thus obtained is confirmed by the
fulfillment of the Onsager relationship for calculated kinetic
coefficients (see below).

323



N N +Q.B( a - o ) + (cS_/_0)pxy (18)a=N n aN(Pxx°xx+Pxy°xy ) Pxx xy Pxy xx

and Nernst coefficient

N _ (aN/B) (PxxoN_ _ ]Q=Nn °xx+Pxy°xy)- xy Pxy°xx) -(cS_/B_0)Pxx" (19)

It is easy to see that for normal metal (Nn=I, S_ =0) Eqs. (18)

and (19) give _=aN and Q=QN' and in the superconducting state (no

fluxoid motion, P<Pc and Pxx = Pxy = 0), as it might be expected,

a=Q=0. Thus, Eqs. (18) and (19) are true for a whole transition
region of the resistive mixed state of a superconductor.

3. Heat conductivity.

Peltier, Ettingshausen and Righi-Leduc Effects

Heat flow qs' related to the entropy transfer with moving

fluxoids, equals qs=S_TnefVf, where nef is effective density of
moving fluxoids which is different from their real density

nf=B/_0. Nevertheless, rewriting Eq. (14) in the form E=-(1/c) [vf

x B](nef/nf) we come to the relation

qs=T (cS_/_0)[E×k],

which is an analogy to Eq.(6). As to the heat flow due to the
normal quasiparticle motion, it is defined by the relationship

qn=nNJn+EN_NB[kxj,]+Nn [-_N_T+LNB[kxVT ]], (20)

which accounts for _N and LN being proportional to current

carrier concentration Nn while HN and the product EN_N are

independent on it.
Thus, the electron component of the heat flow in a

superconductor equals

.cs .
q:qs+qn:T [ ¢0][E×k ]+HNJn+E_B[ kxjn]+Nn[-_NVT+LNB[kxVT ]]. (21)

To deduce corresponding kinetic coefficients is possible by means
of expressing q in terms of total transport current j. First let
us find the connection between normal and total currents
substituting Eq.(1) into Eq.(ll) :

[Jn=Nn J(Pxx°_x+Pxy°_y)+[kxj](Pxy°xx-Pxxax
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-(_NI-Nn_I)vT - (_N2-Nn_2)[VTxk] (22)

where _I=(°N _+°_yQB)xx , _2=(o_ya-O_xQB) . Next, substituting
Eqs.(1) and (22) into (21) we come to expression (2) where
Peltier coefficient

[ N N N N ]_=N _N (Pxxon xx+Pxyaxy)+EN_NB(Pxx°xy-Pxy°xx) + T(cS_/_0) Pxy (23)

Ettingshausen coefficient

(E_B)=Nn N_NB(PxxOxx+PxyOxy)-gN(OxxOxy-PxyOxx ) -T(cS¢/¢0)Pxx, (24)

heat conductivity coefficient

_=Nn_N+nN (_NI-Nn_I)+EN_NB(_N2-Nn_2)-T(cS_/@o) QB, (25)

and Righi-Leduc coefficient

LB=NnLNB+HN (_N2-Nn_2)-EN_NB (_NI-Nn_])-T (cS_/¢0)a. (26)

Proceeding from the Onsager equation for a normal metal

(HN=aNT, EN_N=QNT) we make sure that Onsager equations (3) are
also valid for above given Seebeck and Peltier coefficients
(compare Eqs.(18) and (23)) as well as for Nernst and
Ettingshausen coefficients (compare Eqs.(19) and (24)) for a
superconductor in the mixed state. This is an evidence of
inherent nondiscrepancy of the model suggested and, in
particular, of a correct form of the fluxoid motion equation
(17). The latter might be obtained without defining concretely
expressions for "thermal" forces FTI-FT4. It would be sufficient
first to obtain relations (18) and (19) for a and Q, proceeding
from Onsager relations and Eqs. (23) and (24) for H and E
coefficients, and then to "restore" the fluxoid motion equation
(17).

The Hall conductivity (resistance) is known to be
sufficiently lower than the longitudinal conductivity
(resistance) at any temperature [3,4]. It gives a possibility to
simplify noticeably the expression obtained for kinetic
coefficients:

a=HIT _ NnaN(pxx/pn)+(cS_/¢O)Pxy _ Nn(_N(Pxx/PN), (27)

Q:(E/gT) _ NnQN(Pxx/PN)-(cS_/B_o)Pxx :_- (cS#/B¢0)Pxx, (28)
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_ Nn_N , (29)

LB_NnLNB-T(cS_/¢O)_-NnaNT(CS_/_O)(Pxx/PN). (30)

The first two of them were derived in earlier works in a not
quite correct way [i, 2, ii, 13].

Let us emphasize that the expressions derived for
coefficients a, Q, H, E, _ and L are universal, i.e., independent
on the choice of coefficients f and f . The latter determine

s n

only the connection between total conductivity of a
superconductor in the mixed state and "partial conductivities",
related to normal quasiparticles and fluxoids [14].

From the expressions obtained for kinetic coefficients e, Q,
H, E, _, and L of a superconductor in the mixed state it is seen
that each of them consists of two terms, one of which is
proportional to concentration N of normal quasiparticles and then

other is to the S_ entropy of fluxoids. These two parts may be
4

conditionally called "normal" and "fluxoid" contributions Their
role in different kinetic coefficients is not identical.
Longitudinal effects (described with coefficients e, H, and _)
are defined basically with the "normal" contribution, while
transverse effects (coefficients Q, E, and L) are governed by the
"fluxoid" one. It is due to the following:

I) Seebeck and Peltier coefficients e, and H : a relatively

minute value of the fluxoid entropy (cS_PN/aN_ 0 _ R << Pxx/Pxy)

and a absolutely small Hall angle (p×x/Pxy >> i); the vortices are
almost immovable along the temperature gradient and transfer
small (in comparison with normal electrons) energy;

2) Nernst and Ettingshausen coefficient: a relatively large

value of the fluxoid entropy (cS_PN/_N_0 _ R >> I) and a

relatively small Nernst coefficient QN in the normal state

(QNB/eN _ 7b << i); fluxoid transfer high (as compared to normal

electrons) energy in the direction perpendicular to the
temperature gradient;

3) Heat conductance and Righi-Leduc coefficients _ and L: all
the above-said conditions and a relatively high electron heat

conductance in the normal state (_NPN/Tc_N >>i) ; the vortices are

4The conventionality of this division can be seen if only from
the fact that the "normal" contribution into kinetic coefficients

is related to the longitudinal resistivity Pxx' which, at least

to a certain extent, is determined by the fluxoid motion.
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almost immovable along the temperature gradient ant transfer
small (in comparison with normal electrons) energy.

A good agreement with experimental data for HTSC of different
compositions has been achieved for a different selection of

=N_ f =Nu [14]. The valuesinterpolation factors of the form fs s' n n

= u =I for YBa2Cu307_6 and _ = u =3/2 for Bi-2223 were shown to

provide the best fit.. A possible reason for these different
values is the different degree of anisotropy of the two compounds
in question. This problem, however, is to be further analyzed.
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For a large variety of superconducting materials both experimental and theo-
retical lattice dynamical studies have been performed to date. The assignment of
the observed infrared- and Raman-active phonon modes to the particular lattice
eigenmodes is generally accepted (for a reviews see Ref. [1-5]). We will concen-
trate here upon the analysis of the changes of the infrared-phonon parameters
(frequency and linewidth) upon entering the superconducting state which, as will
be shown, may provide information on the magnitude of the superconductivity-
related gap and its dependence on the superconducting transition temperature
Tc.

Effects of the superconductivity-induced infrared-phonon renormalization
were studied experimentally most intensively for Y2Ba4Cu6+nO14+,_s(n = 0,
1, and 2) superconductors with a double CuO2-1ayerin each primitive cell. An
interesting feature of the materials with single-CuO chains as structural element
(n -- 0 and 1) is the possibility to gradually modify their superconducting pro-
perties by varying the oxygen content; this allows to study the effectsof a reduced
Tc in detail even for materials of the same crystallographic structure. For n = 2,
however, the presence of the double-CuO chains fixes the oxygen content and, cor-
respondingly, To. Another possible way to investigate the effects of phonon renor-
malization and their connection to superconductivity is to study ion-substituted
superconductors knowing the effectsof the ions on the superconducting properties
of materials from independent measurements.

Superconductivity-induced phonon self-energy effects or so called phonon
anomalies were found rather soon after discoveryof YBCO superconductors [6, 7].
For a number of reasons they were studied most intensively by means of Ra-
man spectroscopy mainly because the sample requirements are easier to fulfill for
Raman then for infrared spectroscopy or neutron-scattering experiments. Pro-
nounced changes (up to 10 cm-1) of the frequencies and the linewidths of the
oxygen-related mode at about 340 cm-I were found upon cooling below the su-
perconducting transition temperature (note that even larger effects have been
reported for the T12Ba2Ca2Cu3010superconductor [8]). It is clear qualitatively
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that if the phonon energy huph is larger than the magnitude of a given super-
conducting gap 2A, one expects an additional broadening of the phonon at low
temperatures because new decay channels appear due to the possibility to break
a superconducting pair. When ht,ph < 2A one expects, on the other hand, the
phonon to narrow because of the reduction in the density of states in the gap
and hence in the number of decay channels. At the same time phonons ex-
hibit frequency hardening or softening depending on their position relative to
the superconductivity-related gap. Of course, phonons with energies close to the
gap value 2A should react most sensitively to the transition from normal to the
superconducting state. For even-parity Raman-active phonons all the features
mentioned above were calculated quantitatively by Zeyher and Zwicknagl [9, 10]
in the framework of weak BCS as well as conventional strong-coupling theory.

In Fig. 1 experimental results are shown for the superconductivity-indu-
ced changes of the phonon linewidth (a) and frequency (b) for single-chain
YBa2CuaOv, i.e., changes of the phonon parameters (zXFand At, between Tc
and T _ 0). The solid lines in the figure are the results of the calculations under
the assumption of a single isotropic gap. The only adjustable parameter in these
calculations (except, of course, of the magnitude of the superconducting gap 2A
which was assumed to be 316 cm-1 _ 39.5 meV in Fig. 1) is the electron-phonon
coupling constant which from the comparison of theoretical and experimental re-
sults was found to be 0.01-0.02 for the phonon branch. These values are in good
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agreement with LMTO ab-initio calculations.

Note again that calculations presented in Fig. 1 were done for Raman-active
modes. It is interesting that the self-energy effect of the odd-parity infrared-active
modes could also be described by those calculations despite of the fact that for
even-parity excitations different transitions are involved in the electron-phonon
interaction (including intraband transitions). So, the superconductivity related
gap and even the electron-phonon coupling constants seem to be rather similar
for Raman- and infrared-active modes in YBa2Cu307 [16]. The only infrared data
points which do not fit into the general picture are the frequency variations of the
high-frequency apical oxygen vibration at about 600 cm-l: this mode exhibits a
frequency softening in the superconducting state instead of the predicted hard-
ening (see Fig. 1,b). It was shown recently, however, that this specific feature
could consistently be explained theoretically by taking into account the interplane
charge fluctuations of the double-plane system [17, 18].

Careful experimental investigations of various superconducting materials re-
vealed a strong dependence of the superconductivity-induced phonon self-energy
effects in YBa_Cu3OT-8 on the oxygen content 6 and the presence of impurities
even for the samples within the so called 90K-plateau (see, e.g., Ref. [19, 20]). It
is advantageous in this sense to investigate also the double-chain YBa2Cu40s su-
perconductor which is known to have an essentially fixed oxygen content because
of the presence of the double CuO-chains.

r-

= 300

_" 30 20

25

0 100 200 300 0 100 200 30_

Temperature,K Temperature,K

Figure 2: Temperature dependences of the frequencies (solid points) and
linewidths (open points) of two oxygen-related modes of the double-chain
YBa2Cu4Os. The dashed vertical lines mark the Tc (after [25]).

It was found that the self-energy effects experienced by the Bl,,(z) infrared-
phonons of the double-chain YBa2CuaOs are rather similar to those observed
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for the single-chain YBa2Cu3Or-s and discussed above [21-23]. In Fig. 2 data
are presented for the frequency and linewidth variation upon cooling of two
phonon modes: the plane-oxygen vibration at 300 cm -_ and also the CuO-
chain mode [24] at about 500 cm -l. A pronounced narrowing of the former
upon cooling below Tc and a broadening of the latter yielded boundaries for
the magnitude of the superconducting gap: 310 cm-l<_ 2A <_ 497 cm -1 [22].
Note that similar to the single-chain YBa2Cu307_6 a frequency softening of
the high-frequency mode is evident. Remarkably, for both modes shown in
Fig. 2 the softening starts at temperatures well above Tc - a fact which is
still under discussion and may be related to the opening of the spin-related gap
above Tc in underdoped superconductors (see [1, 26] and references cited therein).

x=0.60 Figure 3: Temperature depen-
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65 _0 _ cm -1. The curves from top to
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o 0__5-_2 25, 15, 10, and 0 cm -1. The,-- _-5[- T dashed vertical lines mark the T_
--+-o 45 ._T_.

" '---,-_--_---_- for each sample (after Ref. [27]).
"_ _,'_'_ 0.20

25 , ' " ' "
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Investigations of T¢-reduced (Pr- and Zn-substituted) double-chain
YBa2Cu40s yielded more information on the superconducting gap. Some of the
results for (Pr=Yl_=)Ba2Cu4Os are shown in Fig. 3. A narrowing upon cooling
of the phonon at 300 cm -1 for all materials with Pr-content x < 0.35 signals the
presence of the gap at higher energies. For higher Pr-contents this mode starts
to broaden below T_. This has been interpreted as a result of the creation of a
new decay channel for the plane-oxygen phonon and experimental evidence for
the shift of the corresponding gap to lower energies across the phonon frequency
[27].

Qualitatively similar results as regards to the effect of the reduction of T_
on the infrared-phonon self-energies were observed in the case of Zn-substituted
YBa2Cu4Os [28]. An important experimental finding is that for both Pr- and Zn-
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substitute different ions within the crystallographic structure) differs by factor
of ten. As a comparison, there is no effect on the self-energies in the case of
Sr substitution for Ba within a rather wide range of concentrations, which also
does not influence the superconducting temperature To. All these facts provide
convincing evidence that the discussed effects of the infrared-active phonon of
Y2Ba4Cus+,_Oa4+n-_ are indeed superconductivity related.
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ABSTRACT

The flux pinning properties in high temperature superconductors are strongly influenced by ther-
mally activated flux motion. The scaling relation of the pinning force density and the irreversibility
line in various high temperature superconductors are numerically analyzed in terms of the flux creep
model. The effect of two factors, i.e., the flux pinning strength and the dimensionality of the ma-
terial, on these properties are investigated. It is speculated that the irreversibility line in Bi-2212
superconductors is one order of magnitude smaller than that in Y-123, even if the flux pinning
strength in Bi-2212 is improved up to the level of Y-123. It is concluded that these two factors are
equally important in determination of the flux pinning characteristics at high temperatures.

INTRODUCTION

The critical current density Jc is one of the most important parameters of high temperature
superconductors in their application to various fields. However, the critical current density in
these materials is empirically known to be significantly degraded with increasing magnetic field
at high temperatures. Such a poor critical current property is ascribed to weak pinning strength
in these materials and large thermal activation of fluxoids at high temperatures. The boundary
between the magnetically irreversible region with nonzero Jc and the reversible region with zero
J¢ in the field(B)-temperature(T) plane is called the irreversibility line. The poor critical current
property in high temperature superconductors is directly concerned with their low irreversibility
line.

In order to quantitatively understand the critical current property at high temperatures, it is
necessary to take into account the effect of the thermally activated fluxoid motion correctly. For
this purpose the collective flux creep theory [1] seems to be useful. One of the important features of
this theory is that the pinning potential Uo can be estimated in terms of the virtual critical current
density Jco in the creep-free case. The theoretical result of the summation of elementary pinning
forces is applicable to this quntity for a superconductor with known pinning centers. On the other
hand, in the case of unknown pinning centers as in most high temperature superconductors, the
critical current density observed at sufficiently low temperatures where the thermal activation is not
significant can be approximately used as J¢0. The irreversibility lines in various superconductors
can be explained satisfactorily with respect to the dependences on temperature, flux pinning
strength and superconducting materials [2]. Therefore, the flux pinning characteristics in the
vicinity of the irreversibility line can also be expected to be analysed correctly in terms of the flux
creep theory. In this paper theoretical results on various superconductors are discussed and the
scaling laws of the pinning force density are compared with experimental results.

THEORY

According to the flux creep nmdel [3], the induced electric field due to the thermally activated
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fluxoid motion is given by

where a is the hopping distance of the flux bundle, g is the oscillation frequency of the flux bundle
in the pinning potential, U is the activation energy caused by flux pinning and kB is the Boltzmann
constant. The factor of the exponential term gives the probability for flux bundle to jump over
the energy barrier due to the thermal activation. From the fact that the situation changes almost
periodically with respect to the displacement of fluxoids by their mean spacing af, it is expected
that a can be approximately replaced by af. According to the theoretical analysis using the
Fokker-Planck equation [4], the oscillation frequency is given by

_PfJcO
u = 2_raf-----B' (2)

where ff is a constant dependent on the pinning center and takes 21r for point defects [5] and pf is
the flow resistivity.

The activation energy U varies when the current density J varies and its variation depends on the
shape of the pinning potential. If we assume a sinusoidally varying washboard pinning potential,
U is written as

U(j) = U0[(1 - j2)1/2 _ jcos-lj], (3)

where j = J/Jco is the reduced current density.

According to the flux creep theory [1] the pinning potential Uo in bulk superconductors is expressed
as

Uo = 0"83592kBJ1/°2
_3/2B1/4 , (4)

where g2 is the number of fluxoids in the flux bundle. In the original flux creep theory [1], the
number g2 was expected to be determined by the elastic correlation length as

g2 -- C66af 2J-ZoB--g°' (5)

where C66 is the shear modulus of the fluxoid lattice. However, it has been clarified [61 that the
practical g2 values estimated from the observed irreversibility field are smaller than g[ given by
Eq. (5). This tendency is more remarkable for the larger g2 value and for the case of the magnetic
field parallel to the c-axis [7, 8]. This behavior can be understood as the result of the irreversible
thermodynamics so as to minimize the energy dissipation. That is, if the flux bundle size becomes
smaller, the flexibility of fluxoids to be pinned by distributed pinning centers increases, resulting
in the stronger pinning, while it leads to the smaller pinning potential due to smaller volume,
resulting in the larger effect of thermal activation. Thus, the optimal condition exists and g2 is
expected to be given by [7]

rskT.
= g2 \ Ec ]J ' (6)

where Ue is the virtual pinning potential when g2 is equal to g2 and Ec is the electric field criterion
for the definition of the critical current density.

In the case of magnetic field normal to the c-axis, g2 is proportional to the coherence length along
the c-axis. Hence, the flux bundle tends to have small sizes in two-dimensional superconductors.
For the magnetic field parallel to the c-axis, the corresponding coherence length is that in the a-b
plane, and the obtained Ue is very large. However, this results in quite small g2 value from Eq.
(6) [8]. It is concluded, therefore, that the two-dimensional superconductors are more strongly
influenced by the thermal activation in the both field directions.
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In this paper the flux pinning property in the vicinity of the irreversibility line is investigated. In
this region where the current density is small, the fluxoid motion in the direction opposite to the
Lorentz force is also appreciable, since the activation energy in this direction is not largely different
from that in the normal direction. Hence, Eq. (1) is replaced by

[  (J)l[E = Bafuexp L- k----B'--BTI1 -- exp \ ksT ]J " (7)

For the calculation of the E-J curve at desired temperature and magnetic field, it is necessary to
express Uo as a function of the temperature and the magnetic field. For this purpose, the empirical
dependences are assumed for the virtual critical current density as

Jco=A 1- _ B "r-1 1-_ , (8)

where A, m, 7 and 5 are the pinning parameters. That is, A corresponds approximately to the
critical current density at 0 K and 1 T and represents the flux pinning strength of superconductors.
m and 7 respresent the temperature and magnetic field dependences, respectively. In the case of
high temperature superconductors, the upper critical field B¢2 is much larger than the irreversibility
field, Bi, and the parameter 5 is less important. In the numerical calculation, the flow resistivity
is also necessary. In this paper, we assume the Bardeen-Stephen model [9], pf = (B/B_2)p, where
pn(T) = (T/Tc)p,(Tc) is the normal resistivity.

We calculate the pinning force in a melt-processed Y-123, a Bi-2223 tape wire and a melt-processed
Bi-2212 in this paper. The assumed parameters are listed in Table 1. The case is treated where
the magnetic field is applied normal to the c-axis. In the melt-processed Y-123, fine particles of
the Y2BaCuO5 (211) phase of 2.0 /zm in diameter and 20 % in volume fraction are assumed to
work as the dominant pinning centers. In the Bi-2223 tape wire and the melt-processed Bi-2212,
the results observed at low temperatures are approximately used for J¢0 [6, 10]. Fine particles of

Y-123 Bi-2223 Bi-2212 Bi-2212

(melt) (tape) (melt) (crystal)

To(K) 92.0 107.7 92.8 77.8

B¢211(0)(T) 644 i000 690 690

pn(T¢) (/zf2m) 2.0 I00 I00 i00

ABe(O) 2.58x 109 2.54x 109/6.57x 108 7.52x 108/3.33x 108 1.71X 106

m 1.5 3.0/1.5 2.25/1.5 3.1

7 0.5 0.63/0.5 0.79/0.5 0.98

6 2.0 2.0 2.0 2.0

4 2_/4 27r 2_

92 44.4 6.7/1.55 2.2 620

92 6.0 4.0/1.55 2.0 14"

reference 6 10 11

assumption Uo = (U21 nt" U22) 1/2 J¢o -- (J21 + J22)1/2

Tab. 1. Superconducting and pinning parameters used in the numerical analysis. Two kinds

of pinning centers are assumed to work in Bi-2223 tape wire and melt-processed Bi-2212.

.g2 __ 14 is assumed so as to get a good fit, although g2 = 4.0 is theoretically predicted.
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Bi-free phases observed from the microscopic observation are assumed to contribute to the flux
pinning in these specimens. The mean diameter and the volume fraction assumed are 5.0 pm and
10 %, respectively. The E-J curves are calculated from Eq. (7) and the critical current density is
estimated by the offset method from the point on the E-J curve at E -- E¢ = 1.0 × 10-5 V/m. The
irreversibility field is defined by the magnetic field at which the critical current density is reduced
to 1.0 x 105 A/m 2.

RESULTS AND DISCUSSION

Figure l(a) shows the results of numerical calculation of the irreversibility lines in various super-
conductors and the corresponding experimental results are given in Fig. l(b) [12]. In these figures,
the results on a Bi-2212 single crystal with very weak flux pinning strength are also shown for
comparison. It can be seen from these figures that the agreement is fairly good for various super-
conductors. This means that the flux creep theory explains correctly the phenomena concerned
with the thermal activation of fluxoids.

The results depicted in Fig. l(a) and l(b) clarify that the irreversibility line strongly depends
on the flux pinning strength and the superconducting material. As for the latter factor, the
superconductor with the larger two-dimensionality is inferior in the irreversibility. In order to
clarify this point more quantitatively, we shall discuss the theoretical prediction from the flux
creep theory [1]. According to this theory the irreversibility field is approximately estimated as

in the vicinity of the critical temperature, where K is a constant given by

K =. 0"835g2AU2
_3/21n(Bafu / E¢) . (10)

In Eq. (10) the logarithmic term is almost constant and typically takes a value from 12 to 15.
We shall compare the cases of melt-processed Y-123 and Bi-2212 superconductors as an example
where the irreversibility field Bi is approximately different by a factor of 100. At high temperatures,
such as the reduced temperature of T/Tc = 0.95(i.e., 1 - (T/Tc) 2 _ 0.1), the nonsuperconducting
particles are expected to be dominant pinning centers in the both superconductors. In this case,
the pinning force density at low fields calculated from the direct summation is

rB2T/_

JcoB = 41_0afD' (11)

where 77and D are the volume fraction and the mean diameter of the nonsuperconducting particles,
respectively. This leads to m ---3/2 and 7--1/2. Thus, we have Bi ¢xAg 4. The A value in Bi-2212
is expected to be smaller by a factor of 7.8 than that in Y-123 due to the worse flux pinning
efficiency of larger nonsuperconducting particles and their smaller concentration. In addition, the
g2 value in Bi-2212 is estimated to be smaller by a factor of 3 than that in Y-123 due to the smaller
coherence length along the c-axis. This also leads to the smaller Bi by a factor of about 9. As
a result, the Bi in Bi-2212 is expected to be smaller by a factor of about 70 than that in Y-123.
This is in an approximate agreement with the experiments shown in Fig. 1(b).

It means that the two factors, i.e., the flux pinning strength and the dimensionality are equally
important in determination of the irreversible property of superconductors. It seems to be fairly
difficult to improve drastically the irreversiblity field in Bi-2212 superconductors, although it can
be improved to some extent by introduction of strong pinning centers in priniciple. That is, even
if the flux pinning strength in Bi-2212 is improved to the level of present Y-123, its irreversibility
field is expected to be still by one order of magnitude smaller than in Y-123.

Here we shall discuss the flux pinning property in the vicinity of the irreversibility line. Figure 2(a)
and 2(b) are the calculated results of the normalized pinning force density in Y-123 and Bi-2212
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Fig. 2. Calculated scaling law ofthe pinmngforce density formelt-processed (a) Y-123and (b)
Bi-2212.

as a function of the magnetic field reduced by their irreversibility field, bi = B/Bi. It is found
that the results collapse approximately on a master curve in the both cases, as experimentally
observed. The relation between the maximum pinning force density and the irreversibility field is
shown in Fig. 3. From the results shown Figs. 2 and 3, the pinning property in the vicinity of the
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E
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Fig. 3. Relation between the maximum pinning force density and the irreversibility field calcu-
lated for melt-processed Y-123 and Bi-2212.
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irreversibility line is expressed in the form of scaling law of

Fp = A'B_' (T)f(bi), (12)

where A_ is a constant and f is a function only of the reduced field bi shown in Fig. 2. The
obtained parameter m _ representing the temperature dependence is 1.58 for Y-123 and 1.15 and
1.47 in the lower and higher temperature regions for Bi-2212. The reason why the two m _ values
are obtained for Bi-2212 is that the dominant pinning centers are different between the lower and
higher temperature regions as can be seen from the two slopes in Fig. l(a). These m _ values
are smaller than m + 7 given in Table 1 representing the temperature dependence of the original
pinning force density. This is caused by the fact that the temperature dependence of Bi is stronger
than that of Be2 which is assumed as Be2 (x 1 - (T/To) 2. That is, if the temperature dependence
of Bi is expressed as [1 - (T/Tc)2]n., n takes 1.5 for Y-123 and 3.2 and 1.5 in the lower and higher
temperature regions for Bi-2212.

From the results shown in Fig. 2(a) and 2(b), it is found that the scaling form of the pinning
force density is rather independent of the superconductor, although a slightly longer tail of the
pinning force density is obtained for Bi-2212. Such a common feature of the pinning property is
considered to be caused by the fact that the resultant pinning property does not remember the
original pinning characteristics due to the significant effect of flux creep like a shape of sand hills
attacked by waves. It is seen from Fig. 3 that the obtained Bi is smaller in Bi-2212 than in Y-123
even for the same maximum pinning force density. This also suggests that the influence of flux
creep is larger in Bi-2212 with the larger two-dimensionality.

Similar theoretical result is obtained also for a Bi-2223 tape wire. Here this theoretical result is
compared with experimental results. Figure 4(a) and 4(b) are the observed scaling behavior of
pinning force density in the Bi-2223 tape wire in the magnetic field normal and parallel to the
c-axis, respectively. The temperature dependence of the irreversibility is shown in Fig. 5. The
anaisotropy factor in this specimen is about 6.2 at 80 K. Figure 6 represents the relation of the
maximum pinning force density and the irreversibility field in the two field directions. Using the
formula given by Eq. (12), we have m_=l.4 for the field normal to the c-axis and m_=1.5 for the

1 '.-_' ' " 70K 1l '__' " " 70K
,o'= _m, o 75K I _'15 '_o.L_ o 75K
'_ _ • 80K I al# _,_ • 80K
• -'l_ u 85K t _' _ u 85K

-'' -o
% #4#4 fBII c '_s,±c, , , , , ,0.5 °5 '0'.s....

B/B_ B/_

Fig. 4. Observed scaling of pinning force density in Bi-2223 tape wire in the magnetic field (a)

normal to the c-axis and (b) parallel to the c-axis.
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Fig. 5. Temperature dependence of irreversibility field in Bi-2223 tape wire in the two field
directions.

field parallel to the c-axis. If the measurement is carried out to much higher temperature region,
larger rn_values are expected to be observed. In this specimen the pinning parameters observed at
sufficiently low temperatures are m=3.96 and 7=0.73. Thus, the m _value is smaller than rn + 7
as in the theoretical treatment for Y-123 and Bi-2212 in the above.

108

106

10-1 10° 101
_(T)

Fig. 6. Relation between the maximum pinning force density and the irreversibility field in Bi-
2223 tape wire.
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Fig. 7. (a) Calculated scaling law of the pinning force density and (b) relation between the

maximum pinning force density and the irreversibility line in Bi-2223 tape wire.

Numerically calculated results for the magnetic field normal to the c-axis, corresponding to the
experimental results shown in Fig. 4(a) and Fig. 6, are given in Fig. 7(a) and 7(b), respectively.
The reduced field at the maximum pinning force density is approximately the same and a similar
scaling curve is obtained, although the decrease of the pinning force density at high field is not
large as observed. The rapid decrease in the observed result may be attributed to the distributed
pinning strength due to inhomogeneity. The parameter m' obtained from Fig. 7(b) is 1.2 and is
approximately the same with the observed m' = 1.4. Thus, the agreement between the theory and
the experiment seems to be satisfactory.

The above argument shows that the flux creep theory explains systematically the phenomena con-
cerned with the thermally activated motion of fluxoids. Satisfactory explanation can be given also
on anomalous magnetic relaxation at low temperatures [7] and scaling of E-J curves [13]. Hence,
this theory is expected to be applicable for the estimation of the critical current density in a super-
conductor with artificially introduced pinning centers that will be fabricated in the future. This
will be helpful for foreseeing the attainable characteristics of high temperature superconductors
on which the possibility of application of these materials entirely depend.

SUMMARY

The flux pinning property of high temperature superconductors is investigated in the vicinity of
the irreversibility line using the flux creep theory. The following results are obtained:

(1) The irreversibility line depends on both the flux pinning strength and the dimensionality
of superconductors due to their anisotropic structures. These factors are found to be equally
important in determination of the irreversibility line. For example, the irreversibility field in Bi-
2212 is estimated to be approximately one order of magnitude smaller than that in Y-123, even if
the flux pinning strength in Bi-2212 is improved up to the present level of Y-123.

(2) The scaling law of the pinning force density as observed usually is obtained for various super-
conductors. The scaling curve is fairly insensitive to the material. This means that the original
flux pinning property dependent on the material is shaded off by the strong effect of flux creep.
Agreements with experiments are obtained for the case of a Bi-2223 tape wire.
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(3) From these points it can be concluded that the electromagnetic phenomena concerned with
thermally activated flux motion can be correctly described by the flux creep theory. This theory is
expected to be useful for foreseeing the pinning property in superconductors that will be fabricated
in the future.
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ABSTRACT

Magnetization studies of polycrystalline Bil.sPbo.3Sr2Ca2Cu3010
superconductor, prior to and after neutron irradiation, showed an increase in
Je due to irradiation damage. Analysis of the equilibrium magnetization
revealed significant increases in other more fundamental properties. In
particular, the London penetration depth increased by -15 % following
irradiation with 8x1016neutrons/cm 2. Corresponding changes were observed
in the upper critical magnetic field He2. However, the most fundamental
thermodynamic property, the superconductive condensation energy Fe, was
unaffected by the moderate level of neutron-induced damage.

INTRODUCTION

Magnetometricstudieshavebeenwidelyusedto determinethephysicalproperties
of high temperature superconductors(HTSC).1 For example, the intragrainpersistent
current density Jp(T,H) in the mixed state can be found from measurementsof the
irreversiblemagnetizationby meansof the Bean model,provided the grain morphology
is known. The Londonpenetrationdepth k can often be obtainedfrom the logarithmic
slope of the equilibrium(reversible)magnetizationM(H,T) using the standardLondon-
limit formalism of Kogan et al.2 More recent theoretical developments, however
(Bulaevskiiet al.3, Kogan et al.4), have shown that vortexfluctuations are important
in regionsof magneticfieldand temperatureabovethe irreversibilityline, wherevortices
are free to moveto theirequilibriumlocations. In particular, theentropyassociatedwith
fluctuationsintroduces a correctionto the equilibriumfree energy, which modifiesthe
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equilibrium magnetization. These modifications are most significant for highly
anisotropic, layered materials, and near the superconductivetransitiontemperature Tc.
The fluctuationanalysisprovidesa useful tool to determinethe superconductingvolume
fraction of the material, as well as the characteristicmagneticfields and lengths. Cho
et al.5 showed that this formalism still applies to random polycrystals, provided the
material is sufficientlyanisotropic that only the component of the applied field H
perpendicularto the layersis effective. Further belowTe, where fluctuationeffects are
less significant, the theory of Hao-Clem6 provides an alternative formulation for
determining the fundamental properties of the superconductor from studies of the
reversible magnetizationin the intermediatefield region.7

In this work, the main objective is to investigatethe impactof neutron-induced
damage on the London penetration depth. Here we used fast neutron irradiation to
modify the Bi-basedsuperconductorBil.sPbo.3Sr2Ca2Cu3010.Apparentlythe localized
damageaffects the superconductorin two ways: (1) it shortensthe mean free path for
conductionelectronsby providingscatteringcentersand (2) it increasesthe (criticaland
persistent) current density in the material,by providingvortexpinning sites. Here we
study primarily mean free path effects, as there is little informationto date regarding
their impacton high-Te superconductors.

EXPERIMENTAL ASPECTS

The sample was a polycrystalline specimen of the Bil.sPb0.3Sr2Ca2Cu3010
(hereafterBiPb-2223)compound,containingthree adjacentCuO-layersin the unit cell.
This highly anisotropic superconductor initially had a diamagnetic onset transition
temperatureTe = 109 K, measuredat low magneticfield (_<4 - 10 Oe). It consisted
of thin plateletswith edgedimensionsof = 100microns. Two piecesof the samebatch
were used for comparison;one of them (m = 169 milligrams)was irradiated with -
8x1016[n/cm2]fluenceof fastneutrons(E > 0.1 MeV), givingroughlya 3-foldincrease
of irreversiblemagnetizationM(I-I,T),i.e., a 3-foldincreasein the criticalcurrentdensity
Jc" The other piece (m = 85 milligrams)was left unirradiated. Both showed clear
evidence of vortexfluctuationeffects at temperaturesof a few degreesbelowand above
the low-fieldTe.

The magnetic measurements were conducted using a multipurpose SQUID
magnetometer: Both the virgin and the irradiated sampleswere measuredin identical
conditions, using a magnetometer scan length of 2 - 3 cm, and fixed temperature
settings ranging from 40 K to 108 K. To correct for background signals, the normal
statemagneticsusceptibilitywas measuredfor temperaturesup to 250K; the background
moment was practically independent of temperature. For most of the study in the
superconductingstate, the measurementswere conductedin the reversible region above
the irreversibilityline in the magneticphase diagram.
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The equilibrium magnetizationM(T,H) of the sample was calculated as the
reversible magneticmomentper unit volume of BiPb-2223compound. Normally, the
total volume Vtot has been obtainedby sim,ply dividingthe total mass of the sampleby
the X-ray density (in our case, 6.4 [g/cm°]). This procedure assumes that all of the
BiPb-2223 material is superconducting. The determination of the superconducting
volume of the sample, however, is a difficultstep• In this work, we obtain the fraction
of the total volume (the volumeratio "E" = Vsc/Vtot)that is superconducting,from the
fluctuationanalysis. Using the proceduredescribedpreviously,4'8 we obtain the results
that Ewas - 0.31 for the virgin sampleand - 0.36 for the irradiated one.

THEORETICALFRAMEWORK

According to Bulaevskiiet al.3 and Kogan et al.4, fluctuations introducea
correction term, due to entropiceffects, into the standardLondon-limitresult M oc
in(H), where M is the mixed state reversible magnetization. With fluctuations included,
one has

aMo dPo
- [1-gCT)], (1)

ain(H)32 2x(73

where

g(T)=32_2knT)._(T)/ (_s) (2)

The quantityMo is the magnetizationof a singlecrystal with H .1.(layers); Xab
is the magneticpenetrationdepthcorrespondingto screeningby supercurrentsin the ab
planes; _o is the flux quantum; and s is the interlayer spacing. For BiPb-2223
containingthree adjacent trilayers, we take s to be the separationof trilayers sets, 1.8

• • • • •

nm. At the characteristictemperatureT < Te where g(T*) = 1, M is independentof
field and has the value M* = kBT*/_bos=m*/Vsc.The field-independenceof the mixed
state magnettzaUonat temperature T is a very important s_gnatureof the vortex
fluctuation theory as well as the nonpertubativescaling theory. 9'10'11 This relation
also provides a means for calculatingthe superconductingvolume Vse and fraction e,
since the other quantitiesare measured. The resultsare valid for temperaturesnear and
belowT*, wherethe correctionterm markedlyaffects the deducedvalues of )_ab(T). The
above theoretical expressions refer to the case with H .1. (layers), as with a single
crystal. Accordingto Cho et al.,5 theseresults still apply for a random polycrystal,if
the material is sufficientlyanisotropicthatonly the componentof H perpendicularto the
layers is effective. Then the magnetizationMs of a polycrystal is
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M, = uo(cose).(cose]n(cose))€o (1-g) (3)
32n2_._

The brackets <... > denote an angular average with weighting factor sin0. For
random crystaUites, one has <cos0> = 1/2; <cos0 lncosO> = -1/4; M*s =
(1/2)M*o; and (0Ms/01nH) = (1/2)(OMo/01nH). In this work we have used equations
1-3 and the weighted angular averages to obtain )taband related properties.

For comparison, the Hao-Clem6 analysis was used to compute the Ginzburg-
Landau parameter K(T) = k/_ and the thermodynamic critical field He(T). The product
of these two gives Hc2(T) = K(T)He(T)v/2.Also X(T), _(T) and HcI(T) can be obtained
from the usual G-L expressions. The procedure, which is not simple, has been
described in other publications. 7 A third theoretical model used in this work was the two
dimensional scaling theory. 9,10,11 Details of these analyses will be presented elsewhere.

RESULTS AND DISCUSSION

At elevatedtemperatures,thetheoryoutlinedabovepredictsthatthemagnetization
shouldvary linearlywith In(H). This featureis clearly seenin Fig. 1, a semilogarithmic
plot of Ms vs H for the unirradiated sample. The results for the neutron-irradiated

specimen were very
similar. Another feature

o._ ..... . evident in Fig. 1 is the
horizontal, ioe., field

o.o " -- -- :3 _............. ,,s,, independent magnetization
" " 7."" ..--,,sK fo 106, o _ = z. _. r. . u ==---_-'_ r a temperaturenear

-o._ K. This locates

experimentallyT* wi_lVl_e-o.4 corresponding value s.
-o.6 From this and the relations

cited, we obtained values
-o.s for the superconducting

volume fraction e given
-1.0 , , , ,, , , , ,, above.

lOS 10_ lOS

Hspp(Oe) To determine the
penetration depth Xab(T),

FIG. 1. Magnetization Ms versus Happ on a semilogarithmie we obtain logarithmic
scale, for non-irradiated (virgin), polyerystalline BiPb-2223 slopes 0Ms/01nH from the
superconductor. Straight lines show the theoretical dependence at data in Fig. 1 and similar
elevated temperatures.
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0.4 plots. Analysis using Eq.
1 and 2 with appropriate
angular and volumetric
factors "_" leads directly to

•"_0.3 Xab for each isotherm.The results for the BiPb-
::L 2223 virgin and irradiated

materials are summarized
in Fig. 2. The solid and_0.2
dashed lines are BCS
temperature dependencies
in the clean and dirty

o.1 limits, respectively, which
45 55 65 75 85 95 105 were fitted to the data.

T (K) Points for T > T* (outside
of the range of validity of
the theory) were not fitted.

FIG. 2. Xab(T)as a function of T from fluctuation analysis, From the BCS fits, the
for virgin and neutron irradiated BiPb-2223 materials. Dashed and extrapolated)_ab(0) and the
solid lines are BCS fits to the data in the clean and dirty limits, mean field transition
respectively, temperature Tco,h(where X

diverges) are derived in
both limiting cases. In the more appropriate clean limit, the respective values are 139
nm and 113.8 K for the unirradiated sample, compared with 152 nm and 112.9 K for the
irradiated material. Observe that in each case, Tco,k lies several Kelvins above the low
field diamagnetic onset T e values, 109 and 108 K, respectively. This is another
characteristic feature of the vortex fluctuation theory.

A central result of this study is the increase in London penetration depth k upon
irradiation. Qualitatively, we attribute this feature to increased "dirtiness," i.e., disorder
in the material, which scatters the conduction electrons. Another feature commonly
associated with electron scattering and the associated reduction on electronic mean free
path is an increase in the slope of the upper critical magnetic field He2(T). Further
analysis using the Bulaevskii-Kogan formalism indeed revealed a substantial steepening
of the slope, by approximately 25-40 %. This increase was corroborated by
complementary analyses using the Hao-Clem and scaling methods. An important
consistency check is provided by the thermodynamic critical field He(0). This was
calculated both from the Hao-Clem formalism and from kab(0) and the coherence length
_ab(0). We obtain nearly the same value, He(0) _- 1.3 T, for both the virgin and the
irradiatedsamples. This result is consistent with the expectation that the superconductive
condensation energy Fe = He2/8z should not be affected by moderate densities of
neutron generated defects. Details will be presented elsewhere in a comprehensive
discussion.
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CONCLUSION

Thisworkshowsthatneutron-generateddamageincreasedthe Londonpenetration
depth of BiPb-2223superconductorby approximately10 - 15 %. Further analysis
usingthree independenttheoreticalmodelshas shownthatHe2(0 ) concurrentlyincreased
by 25% - 40%. However, neither the thermodynamiccritical field He nor the
transitiontemperatureTe were appreciablyaffected. The observedbehavior is similar
in magnitudeand directions to observations12in A-15 superconductors. For instance,
Nb3Snand V3Si thin films with differingresidual resistivitiesjust above Te showeda
significantincrease in He2(0) (about _- 35 %) as the materialgoes from the clean (low
resistivity)limit to the dirty (highresistivity)limitat the expenseof a small decreasein
Tc. The similarityof behavior suggeststhat the observedchanges for the BiPb-2223
originate from mean free path effects. Further investigationsare under way to test this
hypothesis.
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THE THERMOPOWERIN THE TEMPERATURERANGETc-1000KAND
THE BANDSPECTRUMOF Bi-BASEDSUPERCONDUCTORS.

V.E.Gasumyants,E.V.Vladimirskaya,V.I.Smirnov,andS.V.Kazanskiy

State Technical University,St.Petersburg195257,Russia

The temperature dependenciesof thermopower,S, in the rangeT=Tc-1000K
as well as of resistivityand Hall coefficientin the range T=Tc-300K for the
single-phaseceramicsamplesBi2Sr2Ca1xNdxCU2O, have been measured. It
was foundthattheS(T) dependenciesinn_rmalphasYehavethreecharactedstic
regions.Despite the fact that the S(T) dependenciesin Bi-based high-Tc
superconductors(HTSC)differessentiallyfromonesinY-basedHTSC at T=Tc-
300K, the main feature of theirs(S(T)=constat hightemperatures)retainsin
samplesinvestigatedat T>620K. The resultsobtainedhave been analyzedon
the basis of the narrow-bandmodel with the use of assumptionof slight
asymmetryof the conductive band.The band spectrum parametersof the
samplesstudiedhave beencalculated.An analysisof the tendenciesin these
parameterschangeswith samplescompositionvarying enablesto make the
conclusionaboutthe similarityof the main featuresof the conductive band
structureinY- andBi-basedHTSC.

1. INTRODUCTION

it is hardto tell nowsomethingdefinitelyaboutthe bandstructurein Fermilevelvicinity
of the Bi-basedHTSC. The complexexperimentalinvestigationof thetransportphenomena
is oneof the mostavailablemethodforthe bandspectrumstudyand is reasonablyeffective
oneat thesametime. Thisis confirmedconvincinglybythe expedenceonthe investigations
of semiconductorsand semimetalswith a complicatedelectronspectrum.The information
extractedfrom such an investigationbecomesmore detailedand unambiguousif we can
vary the Fermi level positionovera widerangeof energy.Thisis usuallyachievedbydoping
materialstudiedwith donororacceptorimpurities.

Earlierwe haveproposedthe phenomenologicalmodelof electrontransportinthe case
of narrowconduciveband[1].This so-callednarrowbandmodel has enabledus notonly to
explainall the specificfeaturesof transportcoefficientstemperaturedependencies,butalso
to determinethe bandspectrumparametersin the sampleswith differentcomposition.On
the basis of analysisof tendenciesin these parameterschange we have made some
conclusionsabout conductive band transformation character, influence of different
componentsof unit cell and have revealed the correlation between band spectrum
parametersand criticaltemperature(Tc) value in the Y-basedHTSC [1-3]. To realize this
approach,as appliedto the Bi-system,we havechosenthe 2212-phaseas a mainobject of
the investigation.Comparedto the 2223-phasethis one is more stablethat enablesus to
preparehighlydopedsamplesbeingsingle-phase.

It is knownthattemperaturedependenciesof resistivity(p)andHallcoefficient(R) in Bi-
system are like the ones in Y-system (see, for example, [4]). However the S(T)
dependenciesdifferessentiallyfromtheonesinY-basedHTSC [5,6]. It generatesa needfor
someadditionsto our modelfor explainingthesedependencies.On the otherhand data
about Seebeck coefficient behaviorat T>300K are practicallyabsent in the literature
althoughtheycan bequiteinformativeintheviewof bandspectrumstudying.

In this connection in this paper we carded out the experimentalinvestigationof
thermopowerin Bi2Sr2Cal.xNdxCU2Oy(x=0-0.5) in the wide temperaturerange as well as
analysisof thenarrowbandmodelaplblicabilityto Bi-basedHTSC.

2. RESULTSAND DISCUSSION
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The ceramicsamplesBi2Sr2Cal.xNdxCU2Oyhave been preparedby standardsolid-state
synthesismethodfrom high-purityoxidesandcarbonates.The absenceof heterogeneous
phasesin the appreciableamountwas controlledby usingthe X-ray analysisas wellas by
comparative analysis of magneticsusceptibilityand transport coefficientstemperature
dependencies.

Table 1
Thevaluesof transportcoefficientsin normalphaseandcriticaltemperature
in Bi2Sr2Cal.xNdxCU2Oy

x p(300K), p(100K), S(300K), R(30OK), Tcrn,K Tc°,K
m_.cm m_.cm I_V/K x10-3cm3/C

0.0 1.2 0.6 -3.70 1.9 76.6 64.2
0.1 2.7 1.4 -2.08 2.9 83.9 66.0
0.2 3.0 2.0 2.17 4.2 82.6 56.9
0.3 3.5 2.9 6.30 6.8 75.9 53.9
0.4 3.8 3.7 15.82 9.6 56.0 34.2
0.5 11.1 9.4 31.10 12.5 36.0 23.5

The results of electro-physical measurementsare shown in Table 1. The Nd content
increase leads to increasing of the absolutevalues of p, S, and R as well as Tc depression
and broadeningof superconductingtransition. The temperaturedependenciesof p and R are
similar to the typical ones for all the HTSCmaterials.Dependenciesof p(T) are linear in all
the temperature range measured, the Hall coefficient decreases with the temperature
increase,although the relative Iowedngof R for Bi-systemis not so great as for Y-system.

The S(T) dependencies are shown in Fig.l. These curves are stationary, i.e., they don't
change after several temperaturecyclings. It can be seen from this figure that the absolute
value of S increases with x and the S(T) dependencies in normal phase have three
characteristic regions. At T=Tc-(120-200)Kthe thermopower have the smooth maximum
which is charactedstic also to Y-system. At T=(120-200)K-620K one decreases almost
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Fig.1. The temperaturedependenciesof thermopowerin Bi2Sr2Cal.xNdxCU2Oy.

lineady which is charactedsticto Bi-based HTSC as comparedwith Y-based ones.
Neverthelessthe mainfeatureof S(T) dependenciesinY-basedHTSC (S(T)=constat high
temperatures)retainsin Bi-basedHTSC at T>620K.The greatlengthof S lineardecrease
region (300K) and very insignificantdeviationfrom S=constat high temperaturehave
engagedourattention.The lastfact is forcibleargumentin favor of the narrowbandmodel
using because its main consequenceis just independenceof S in the limit of high
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temperature.Furthermore,yet anotherfact can be noted,This is the quitedrastictransition
fromsecondregionof S(T) dependenciesto thirdonewithindependenceof the temperature
of thistransition(T=620K)fromdopantcontent.It is necessaryto emphasizethat analogous
pointof drastictransitionfrom onedependencetype to anotherwas beendetected byus in
Y-basedHTSC [7],althoughat anothertemperature(T=350K).It is possiblethat existingof
thispointisa commonfeatureof differenttypesof HTSC.

For explanationand quantitativedescribingallthe experimentaldata obtainedwe must
bear in view the concrete model of band spectrumwith the lowest number of fitting
parameters.For thispurposewe are using(as in the case of Y-basedHTSC) the narrow-
bandmodelwhichsuggeststhe bandwidthto becomparablewiththe Fermismearing.The
analysisof the main electrontransportpeculiaritiesin case of narrowbandis performedin
Ref.[1]. Certainof the conceptsandresultsof thisanalysisare asfollows.

The modelincludesthree phenomenologicalparameters.The firstoneis the degreeof
bandfillingwith electronsthat isthe ratioof the free electronsnumberto the whole number
of bandstates.Two other parametersare the "statedensity"and "conductivity"effective
bandwidths (VVD and W_). These effective widths may differ from one anotheras well as

from the whole band width W. The distinctionsbetweenW, W D, W_ are relatedto the
peculiaritiesand differencesin energydependenciesof electronstate densityD(E) and
differentialconductivity_(E). The comparisonof WD and W_ values may be used to get
some informationonthe electronkinetics,dynamicsandscatteringpeculiarities.As shownin
Ref.[1], in the case of narrowband(i.e., when the W value is not much greaterthan koT
value)thespectrumdetails,likethe D(E) and_(E) peculiarities,are notof greatsignificance
as longasthe WD andW_ values.This makespossibleto usethe simplestapproximations
for these functionsas rectangleswith differentwidths. In this case we can derive the
analyticalexpressionsfor chemical potentialand all the transportcoefficients.It is to be
noted that our formulas enabledus to compute the absolutevalue and the sign of the
Seebeckcoefficientat the differenttemperatures,whereasthe p and R could be computed
onlywithan accuracyof a constantcofactor.Thereforewe have usedS(T) dependenciesto
determine the model parametersvalues and then we have verified their validity by
comparisonbetweenthe calculatedandexperimentaldependenciesof the p(T)/p(30OK)and
R(T)/R(300K). In the limitof hightemperature(whenWD<koT) Seebeckcoefficientdoesn't
dependontemperatureandis determinedfromformula:

S= k_.o.in F
e 1-F

It should be mentionedthat the fitting parametersare believed to be temperature-
independent.That means thatthe parametersnumberis lessthan the numberof equations
which we can use for their determinationbecause we compare the calculated and
experimentaltemperaturedependenciesina widetemperaturerange.

When analyzedthe transportcoefficientsinY-basedHTSC we have proposedthat the
conductivebandis symmetric.For explanationof S(T) dependenciesin Bi-basedHTSC we
use narrowbandmodel too butwe add assumptionof slightasymmetryof the conductive
band. This fact is taken into account by introducingsome distance (b.WD, where b is
asymmetryparameter)betweencentersof rectanglesD(E) and _(E). In this case all the
formulas from Ref.[1] retain their previousform but in formulasfor transportcoefficients
insteadof thechemicalpotentiali_we mustusenow(I_-b.WD).

In the frameworkof ourmodelwe were ableto describethetemperaturedependencies
of thermopowerin the wholetemperaturerangeadequately.The regionof drastictransition
S(T) from linear decrease to constant value is of particular complexity.The calculated
dependenciesdemonstrateonly smooth transitionwhich may be due to roughnessof
approximationused.It is necessaryto take intoaccountthe featuresof the bandstructurein
more detail for the best agreement of experimentaland calculated dependencies.In
particularit wouldappearreasonablethat the bandspectrumparametersare temperature
dependent.Nevertheless,analyzingthe resultsobtainedwe can considerwith reasonable
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confidencethat our data lend supportto the validityof narrowband usingfor Bi-based
HTSC. It is necessaryto emphasizethat calculateddependenciesof p(T)and R(T) retainall
itsfeaturesinthe frame of asymmetricmodel.

The dependenciesof the mainbandparameterscalculatedfromS(T) on Nd contentare
shownin Fig.2. It can be seen that the deviationfrom stoichiometry(increaseof x in
Bi2Sr2Cal.xNdxCU2Ov)leadsto increaseof F value (the holedensitydecrease)as well as to
the appreciabletransformationof conductiveband. The effective band width gradually
increaseswith x, in so doingthis broadeningof band is accompaniedby simultaneous
reductionof W_/D ratio as shown by ourcalculations.Therefore,we couldassumethat
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Fig.2. The bandeffectivewidthand the bandfillingdegreewithelectronsvs. Cacontent.

increase of dopant contentleads to the growth of the differencebetweenthe energy
dependenciesof D(E) and _(E) functionsand as consequencethe W_NV0 ratiochanges.
One of possibleexplanationof the bandtransformationrevealedbaseson assumptionof
determinant effect of lattice disordering.The rise of disordercauses the Anderson's
localizationof statesat the bandedgesand increasingof total bandwidth.Thus,the values
andthe changescharacterof bandstructureparameterswith deviationfrom stoichiometry,
aswell as thepossiblereasonof thesechangesinY- andBi-basedHTSC are analogous.As
for the bandasymmetry,our calculationsshowthisoneto bevery little (the energyshift of
D(E) and _(E) rectanglesrelativeto each otheris about3-5% fromthe total effective band
width).

The resultsobtainedenableusto reveal(as in thecaseof Y-basedHTSC) a correlation
betweenthe bandspectrumparametersandthe criticaltemperaturevalue.With the proviso
that the numberof statesin the band remainsconstant,the bandbroadeningcausesthe
decreaseof the densityof statesvalue at Fermi level. It maybe oneof the factor (perhaps,
the mainfactor) leadingto suppressionof theTc valuewithdeviationfromstoichiometry.

3. CONCLUSION

In summary,we havecardedoutthe investigationof thermopowerbehaviorin ceramic
samplesBi2Sr2Cal.xNdxCU20vinthewide temperaturerange.The resultsobtainedandtheir
analysisallowto makethe folrowingconclusions.
1. There are two lengthy regionsin the S(T) curves for Bi-2212 HTSC with different
characterof S behavior.The thermopowervalue decreaseslinearlywithtemperatureup to
T=620Kandremainsconstantabovethistemperature.
2. The transitionfromone typeof dependenceto anotherisvery drastic.Asthistakesplace,
the temperatureof this transition(T=620K) is unchangedfor the sampleswith different
degreeof thedeviationfromstoichiometriccomposition.
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3. The narrowbandmodelcan be used successfullyfor explanationof the unusualbehavior
of thetransportcoefficientsnotonlyinY-system,but alsoin2212-phaseof Bi-basedHTSC.
Someliteraturedata providereasonto believethat bandnarrownessis the commonfeature
of all knownhigh-Tc materials.
4. The valuesand the changescharacterof bandstructureparameterswithdeviationfrom
stoichiometryaswellasthe correlationbetweentheseparametersandcriticaltemperaturein
Bi-basedHTSC are analogousto the onesin the Y-system.This clearlydemonstratesthe
similarityof mainpropertiesof chargecarderssysteminthesetypesof HTSC-materials.
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Abstract

The step-ttke current-voLtage characteristics of highly homogeneous singte-crystatttne tin and

indium thin f| Laments has been measured. The tength of the samples L'lcm was much greater than the

nonequitibriul quasipartcte relaxation Length A. It was found that the activation of successive

|-th voltage step occurs at current sign|f|cantty greater than the one, derived with the assumption

that the phase stip canters are weakly interacting on a scale L>>A. The observation of

"subharmonic" fine structure on the vottage-current characteristics of tin f|taments confirms the

hypothesis of the tong-pange phase st|p centers interaction.

INTRODUCTION

One of the most fundamental properties of
superconductors is the vanishing of the electrical
resistivity for direct current I if its value does not
exceed some critical threshold Ic. It was found that the
destruction of superconductivity by the transport current
in homogeneous bulk superconductor had a sudden feature.
The phase transition could be described by the model of a
spreading "hot spot". The normal phase nucleates within the
field penetration layer -A(T) on the surface of the sample.

The above model does not hold for sufficiently thin
superconducting wires with the transverse dimensions,
comparable with the coherence length _(T). In the latter
case, only one supercurrent channel exist and therefore
only an S-N-S boundary along the length of the filament
could be formed. Due to strong temperature dependences of
_(T) and _(T) the requirement of quasi-one-dimensionality
for clean I-type superconductors, as tin and indium, holds
within few mK below Tc for the samples of several mkm in
diameter.

The first candidates for testing were tin whiskers of
about 1 mkm_ in cross section and with a distance between
potential probes less or equal to 0.5 mm. In the early
experiments [i] it was found that close enough to the
critical temperature .Tc the V(I) curves show a wide
transition with a serles of regular voltage steps. Later,
the same results were obtained for whiskers and
microbridges of various clean superconductors (an, In, Pb,
Zn, AI) and alloys [2].

Irrespectively of the material and its purity several
basic features were outlined. At least for the first few

359



voltage steps the differential resistance (dV/dI)i is a
multiple of differential resistance (dV/dI)l after the
first step. The back extrapolation of the V(I) curve for
each voltage step gives a non-zero excess current Io(i),
corresponding to V=O. Thus the V(I) curve could be
approximated by a set of i voltage steps:

V(I)=(dV/dI)i[I-Io(i)] (i)

It was found that the increments of the differential
resistance _(dV/dI)i and the excess currents Io(i) for each
i-th voltage step are approximately constants equal to the
corresponding values for the first step.

The above experimental results indicate that the
formation of the steps is a repetition of the same event.
The differential resistance of each i-th voltage step could
be associated with the destruction of superconductivity on
a normal-like length L(i)_const. The non-zero value of the
excess current Io(i) indicates that the naive model of
normal domains nucleation is not legal.

At present moment it may be stated that the step-like
peculiarities of the voltage-current characteristics in
quasi-one-dimensional superconductors could be
qualitatively described by the essentially nonequilibrium
process of the phase slip centers (PSC) activation. Still
there are some questions which are not clear enough. One of
them is the problem of the interaction of the neighboring
PSC.

The early experiments with whiskers and microbridges
were performed for relatively short samples, where the
length of the wire L was comparable with the normal-like
length L(i)_100 mkm for clean superconductor (tin and
indium). However, the predictions of some widely used
theoretical models are valid only for the well-separated
PSC. The assumption of the PSC isolation leads to the
definite positions of the voltage steps activation Ic(i).

The precise experimental test of the theories needs
for long highly homogeneous filaments, where the PSC are
well-separated and are not pinned to the sample
imperfections.

In this article we present the results of experimental
study of transport properties of thin and long tin and
indium filaments in glass cover. The objects studied have
some remarkable features. All the filaments are single-
crystalline with mean free path comparable with the
diameter of the wire. The process of filament drawing
permits to produce a homogeneous wire of hundred meters in
length with highly uniform parameters. The last feature
gives a possibility to study samples of various types
(electrical probes, length, etc..) made of a single
filament with almost the same parameters: diameter, mean
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free path, critical temperature, etc. The high uniformity 
of the filaments opens a wide range of future applications. 

EXPERIMENT 

In the present work thin metal wires in glass cover 
were studied. The filaments were prepared by drawing of 
molten metal in glass capillary [ 3 ] .  Depending upon the 
metal, type of the glass, temperature, cooling and speed of 
the wire spinning it is possible to produce filaments with 
diameter of metal core from 0.6 m)an to 40 mkm and with the 
external diameter of glass cover from 12 mkm to 45 mkm. 

X-ray analysis show that all the wires studied are 
single crystals. 

The observation of the 
samples with the SEM 
displayed no cuts neither of 
the metal, nor of the glass 
cover (fig.1). The diameter of 
the filaments was measured 
with SEM and the distance 
between the voltage probes 
with a light microscope. 

The filament with length 
l2-1 cm was glued to sapphire 
stage excluding the regions 
for electrodes where the glass 
was removed with hudrofluoric 
acid. 
After several experiments we 
succeeded in producing 
"windowsn for potential ~ i g . 1  sEn picture of the i n d i u  filament. 
probes of -20 mkm wide. 

The current probes were prepared by direct placing of 
silver paint or Wood's metal above the ends of the metal 
filament. The best results for potential probes were 
obtained by placing 8 mkm copper wire covered with a thin 
layer of conducting epoxy across the sample. 

The temperature of the helium bath was measured with 
germanium thermometer and stabilized with accuracy -1mK 
using PC as a PID controller. When necessary, the samples 
were placed inside a massive vacuum calorimeter with 
internal heater. The temperature of the stage was measured 
with additional thermometer and stabilized with the 
intellectual PID controller OXFORD ITC-4. The resulting 
typical temperature stability was about +O.lmK. 

All measurements were performed using conventional 4- 
probe method with accuracy InV. The direct measure current 
could be monitored with accuracy 1nA. The Earth magnetic 
field was reduced to SlmOe by superconducting shield. 



THEORY

Soon after the experimentalobservationof a step-like
V(I) structure of tin whiskers [1] several theoretical
models were derived to describethe observedphenomena.One
line of development [4-6] introducedthe phenomenological
conception of the PSC activation.Another line of work,
culminatingin the work [7], has been to explore the time
dependent Ginzburg-Landau (TDGL) equations, and
nonequilibriumextensions thereof. And the third line of
theoretical investigations was summarized in [8],
emphasizingthe static solutionsof equations taking full
account of nonlinear effects of large supercurrent
densities.

The phenomenological models [4-6] associates the
voltage steps with activation of PSC along the one-
dimensionalsuperconductor.The PSC is a region of weakened
superconductivity(the S-S'-S boundary)with the region S'
of the weak core _(T). If the voltage V across the PSC is
non-zero the phase 2_,(t_,_,ofthe superconductingorderparameter T(r,t)= T _----_I increases as a function of
time: d_/dt=2eV/h This leads to an increaseof v_0(r,t)and
thus increaseof "thesupercurrentjs~ITlZv_.However, with
increasing Js the absolute value of the order parameter

z will decrease,wTh_ critical value Jc will be reachedas soon as IT12=2/31--oi, correspondingto v_(T)=i/_3, and
the superconductorwill enter the normalconductingstate.

The idea of PSC is related with the assumption that
the phase _(r,t) is periodically reduced by 2E to
compensate the monotonic growth of the time-dependent
phase. In order to explain the co-existence of
superconductivityand non-zero voltage along the one-
dimensionalsample in a wide range of transport currents
I>Ic within the phenomenologicalmodels [4-6], one should
involve the model of a two-fluid superconductivity.The
superconducting and the normal current components are
associated with non-stationary concentrations of Cooper
pairs and quasiparticles.A few moments after the phase-
slip event the normal current componentIn will carry the
most part of a total current I=_+Is: vi0=0in the PSC core
and thus the supercurrentjs~l_Jz_ is close to zero. While
just before the phase-slipevent the supercurrentwill be
close to its criticalvalue Ic. In order the above process
could be stationaryin time the periodic variation of the
phase _(r,t) by 2= should compensatethe monotonic growth
of the phase duringone period_slip:
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_lip

2_--_(O)-_(_slip) = 2e/hlV(t)dt=2e/h<V>_sli p (2),

0

where <V> is the time-averaged voltage across the PSC. This
leads to the well known Josephson relation:
_sliD=2_/_sliD=2e<V>/h.

_Skocpol,_Beasley and Tinkham (SBT) [5] postulated that
the phase-slip event occurs within the range N_(T) of the
PSC core, while the non-equilibrium quasipart_%es charge
imbalance relax on a length scale A=(I/31VF_in) /_, where 1
is the mean free path, VF- the Fermi velocity and _in is
the inelastic relaxation time for normal particles. The
differential resistance (dV/dI)i is associated with the
resistance of the normal-like section of length L(i)=2A.

Later Kadin, Smith and Scocpol (KSS) developed a
detailed model of a charge imbalance wave equation for a
PSC connected to a transmission line [6]. The KSS model
includes the SBT [5] as a limit of a diffusive decay of a
charge imbalance. However, KSS showed that under some
conditions the relaxation of charge imbalance may results
in propagating of charge-imbalance waves on the scales much
greater than the A of SBT model. Therefore, the KSS model
predicts the long-distance interaction of the PSC.

The above simplified review of the phenomenological
models [4-6] outlines the main features of the PSC
conception. Theoretically more strict developments [7,8]
includes the phase-slip solutions as a limit.

Introducing the TDGL equations Kramer and Baratoff [9]
obtained the following results:

I) When the current I is less than some value I1 the
superconductor enters a uniform current-carrying state.

2) When the current I is larger than the threshold value
12 the superconducting current-carrying state transforms
into an expanding domain of normal phase. The threshold
current 12 coincides with the stability limit of the
normal-superconducting interface studied by Likharev [I0].

3) In the interval between I1 and 12 there exist a
solution which corresponds to phase slippage. The one-
dimensional sample remains superconducting over the its
length, but a_ some point local oscillations of the order
parameter I_Iz take place. When I_Iz turns to zero the
phase _ experiences a jump of 2_.

The numerical solutions of the TDGL equat_ [Ii, 12l
give for a PSC region size of the order N_(T)F / , whereof
is the pair-breaking term: F=(8F5.79_inTc)(I-T/Tc)-_i_'
Thus the TDGL equations predict the long-range interaction.
The distance of this interaction diverges rapidly at Tc.
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RESULTS AND DISCUSSION

For all the wires studied the relation of the resis-
tance at room temperature to the one at 4.2K gives the mean
free path I, comparable 7
to the filament _'_ -2,
diameter. 6

All the samples _o...
displayed the super- 5 ..oo
conducting transition. .._/°° -,9
The typical width of the _4 -,2
transition _Tc is about _
--0.OIK. The critical
temperature Tc, deter- 2
mined from the slope of
the function Ic3/2(Tc-T) , +'
correlate well with the
one from the R(T) 0
transition. 0 _ 8 9 12 ,s 18 zlJ,mA

The voltage-current Fig.2 Curr_t-vottage char_teristic of the tin
characteristics at fixed first sn-01forseveratfix_ temperatures
temperatures close to Tc _T"T-Tc.Thei_etsho_thed_e ofthe
display a wide transition heightofthefirstvottagest_ V(1)vers_the
with pronounced step-like criticatcurr_tIc(1)
structure (fig.2).

The curvature of the actual V(I) characteristics
(especially for high currents) indicates the existence of
heating effects.

Fig.3b (left axis) shows the temperature dependences
of the normal-like lengths for the first and the second
voltage steps L(1), L(2) corresponding to V(I) transition
of fig.2. Within experimental errors no temperature
dependence could be found. The absence of temperature
dependence and the values for L(i,T) correlate well with
existing results for tin whiskers [2].

According to SBT model [5] the relation of the excess
current to the critical value is a constant equal to
I9(I)/Ic(I)=0.65. Within experimental errors our results
glve the value Io/Ic_0.8 for the first step (fig.3b, right
axis) which correlate with the TDGL model [13].

It is remarkable that the height of the first voltage
jump V(1)=V(Ic(1)) follows a straight line (fig.2, inset),
which holds for all tin and indium samples. Since,
according to (i), V(1) = (dV/dI)l[l-Io(1)/Ic(1)]Ic(l)this
observation indicates that the temperature dependence of
(dV/dI)l and [1-Io(1)/Ic(1)] compensate each other so that
their product is independent of the temperature and,
therefore, is constant for different critical currents
Ic(l,T).

The above experimental results, dealing with quanti-
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ties derived from the

first step of the V(I) I_4i)/Ic(I) 8n-01
transition: L(1), io(1)/ 2.5, .
/Ic(1), V(Ic(1)) cor- A _I) - _ o _4
relate well with the 2.0, . _4) × I¢_ o
corresponding data ob- .o
tained for the short 8 .
samples [2] and with . "o m
theoretical models in- _ . o

o m wvolving the isolated _ _ .PSC. I_ A A A A A A A
However, to cal-

culate the critical I000 -&_
currents Ic(i) for i>l, L_.mkm I_I)_(I)
where the successive _ L(1),L_ -Z_
voltage steps build up, I_ - . " T
one should make some " " _L(D 2._additional assumptions " _ o

to improve the models of 10 b o L(_o -I._
non-interacting PSC.

Tinkham [14] . . . _I)_(I) -I._
applied the ideas of SBT . : .

[5] to describe the cur- _ ._ "_.Tc-_s_mK-10 • 00"_rent-voltage charac-
teristics of an ideal
homogeneous filament. The
resulting step-like V(I) Fig.3T_ratured_x_i_ forthesampLe
dependence is associated sn-01of:(a)the_LJz_ ¢r|ticaLcurr_ts
with successive activation [c(i)l]c(1);(b)the_m_L-LJkeLengths
of N independent PSC at L(1),L(2)(Leftaxis)a__Liz_ excess
critical currents Ic(i)< curr_t[0(1)llc(i)(rishtaxis).
<Ic(2)<...<IC(N):

Ic(i) cosh(L/2iA) - Io(1)/Ic(1)
-- = (3)
IC(I) cosh(L/2iA) - 1

The interaction of the PSC is reduced to the
activation of the successive PSC midway between existing
ones. It was shown [14] that for sufficiently long filament
L/2NA>>I the PSC are well separated and weakly interacting.
The general spacing of the predicted steps is in a
qualitative agreement with experimental results, obtained
for the short samples [2]. But the positions of the first
steps for widely studied whiskers [2] are separated by
inevitable inhomogeneities, which overwhelm the
exponentially weak interaction of the ideal model [14].

The observed V(i) characteristics for our samples show
regular Ic(i) dependences contrary to the case of the
widely studied whiskers with random PSC activation,
determined by the sample imperfections.
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Our results are in a disagreement with the model of
the weakly interacting PSC [14]. The strong temperature and
the step number i dependencies of the successive critical
currents Ic(i)/Ic(1) are observed (fig.3a). While according
to eq.(3) neither of this dependencies should be detected.

Even utilizing the temperature dependence of the nor-
mal-like length L(1,T),
which is not observed in 16- i=9
our experiments, but is 15-U,mkV In-FIh /"./

reported in literature 14- D=6mkm i_i.,...._e

for indium whiskers 13- Tc=3.340K i I°'.'"i=7
[15], one can fit the 12- //°/

o- ..o f .
V (I) curves only by 1I- 234 5 6 7 .,"_ ,.'/"I.....i=6

intro-ducing the "ef- 10_nkh_nIIJJ l J ] "°9"/_"./'/"/""":"/ l /_/fective" averaged nor-
mal-like length L*(T) 9- ..,;Y!'_o"_,./°......i=5
_8*L(I,T) (fig.4, ver- 8- . I 2 3 4567/_./o,.,.,/_/_""'°Ii0-.°.°fGala,ko I I I I l,l'f2".._" .......1 _,_,,
tical bars). Experiments 7" ."."I..'"l".('-"./'" _I'''='_/°/ 2" t._"./" _.--f

with highly homogeneous 6- /.,..,.:.,.o//:o.:_":j...11"/I/'/'::5-/-./_//°_/.-i=3"
long filaments pre- 5- T-To=__.__- :
sented here permits one 4- i":::_";-_'._...--'"f /i=2

to neglect the pinning 3- .._>::5;..--._,--_ -_!_ _5_/__
of the PSC to sample 2- _."!_i_.-___ _i=l-:-imperfections. Therefore
increasing of the ef- I- .,,'_i_.-':_ _ J__L-_--_ ,--̂

I_..-::....._._._ .-----_ I,mA
fective normal-like .5 2.5 3.5 4.5 5.5 6.5 7.5 8.5 9.5
length L*(T) in compari-
son to the one derived from
the differential resistance Fi..4 Current-voltagecharacteristicsof the
of the voltage steps: L(i)= indiumfitment In-Fitfor severerfixed
(L/Rn)(dV/dI)i, (Rn - is the t_peraturesAT=T-To.Vertica[barsrepresents
full normal resistance), in- thecatcutati_f0rthe¢ritlcatturretsIt(1)
dicates that for higher _cordingtoTinkham[14]andGa[siko[16,IZ].
steps the PSC are
"repulsed".

The activation of successive i-th PSC occurs at
current Ic(i) greater than the one derived with the
assumption that the PSC are weakly interacting eq. (3) [14].
The physical mechanism of the observed enhancement of
superconductivity is not clear.

One can make a surprising conclusion that the distance
of the required long-range interaction is significantly
greater than the normal-like length L(i)--A(dV/dI)i--const,
corresponding to the quasiparticle relaxation length
A=L(i)/2.

The calculations of the Ic(i) dependencies, using the
theoretical model of Galaiko and co-workers [16, 12], are
in a qualitative disagreement with the experiment: the
spacing between the voltage steps in I-scale should
decrease with increasing current I, contrary to the
observed V(I) characteristics (fig.4, vertical bars).
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The conception of
the activation of 5

similar PSC results in U,mkV i=5.o../
equal increments of the i (d_dl)i Io(i)
differential resistance (dV/dl)1Io(I)
_(dV/dI)i-const and ex- 4
cess currents Io(i)_ I I I
_const for all i voltage 2 I 6_ i=4

steps of the same V(I) 3 3 I 2_ i=3
characteristic. The 4 I 4_ "°"
above requirement has 5 2 I i=2
been confirmed at least
qualitatively for a 2 i=I
whole variety of
whiskers and micro- /0" Sn4D1
bridges of different
superconductors [2]. It I D=12mkm
also holds for the Tc=3.639K
indium filaments studied _-Tc)=-19mK
at present work. But for l,mA
tin samples we observed 09 10 11 12 13 14 15 16
the "subharmonic" fine
structure on the V(I)
curves (Fig.5) . Along with Fig.5TheV(1)curveforthesampteSn-01.The
the set i of voltage steps _tt_ ti_s,retheSuitsfortheeyeto
with differential resis- itt_tratetheexistenceof thevottagesteps
tances (dV/dI)i=i*(dV/dI)1 with_t differ_tla|resist,_e(_ /dl)i,
and with constant value of _twithdiffer_t excesscurr_tsIo(1).
the excess current Io(i)=
=Io(1), there exist the subset ni of the the steps with
equal differential resistances (dV/dI)n,iNconst and
rational values of the excess currents Io(n,i)/Io(1)
(fig.5).

We consider the above result as an additional
manifestation of the PSC interaction. The mysterious extra
long-range (a300 mkm) influence of the PSC has been
observed already on tin whiskers [17]. The physical
mechanism of such an interaction is not clear.

As a preliminary hypothesis we may propose the model
of the PSC interacting not only via nonequilibrium
quasiparticles on a scales -A, but additionally through the
ac irradiation of the active PSC. To our knowledge, while
the sensitivity of the PSC to the external rf has been
observed (the ac Josephson effect) [5], the inverse effect
of the rf generation has not been detected yet. Thus the
above hypothesis needs for further experimental
confirmation.
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SUMMARY

The step-like current-voltage characteristics of
highly homogeneous single-crystalline tin and indium thin
filaments has been measured. The length of the samples
L_icm was much greater than the nonequilibrium quasipartcle
relaxation length A.

The quality of the filaments gives the possibility to
neglect the pinning of the PSC to the sample imperfec-
tions. This assumption is confirmed by the reproducibility
of the results for the samples cut from different parts of
the same wire and by the observation of definite dependence
of the critical currents Ic(i) versus the step number i.

Quantitative values, obtained from the first voltage
steps of the V(I) curves (the activation of the solitary
PSC) agree with the experiments reported previously for
whiskers and microbridges [2] and correlate with
corresponding calculations [5, 12, 15].

The observed enhancement of superconductivity for
higher voltage steps and the "subharmonic" fine structure
could not be understood within the existing theories of
weakly interacting PSC.
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ABSTRACT
We report new results on high % superconductors fabricatedby a plasma aerosol

mist deposition technique, in atmospheric environment.Materials fabricated are YBaCuO,
BiPbSrCaCuO, BaCaCuO precursor films for TIBaCaCuO, and other buffers such as
YSZ. Depending on processing conditions, sizes of crystallites and/or particles are
between dozens of nano-meters and several micrometers. Superconductive properties and
other materialcharacteristics can also be tailored.

I. INTRODUCTION
Since the discoveriesof highTosuperconductorsbetween 1986 and 1993, different

film fabrication techniques have been developed [1-3]. These techniques can be classified
as thin film and thick film processes. The thin film processes include electron-beam
evaporation, sputtering, and laser ablation [2,4-5]. The thick film processes include ink
printing,tape casting, and plasma powder spray [6-8]. In the thin film processes, materials
deposited onto the substrates can have atomic, ionic, or molecular sizes. Resulting thin
films usually have high qualities and high densities. However, film growth rates in thin
film processes are relatively slow, which could not be applied in large scale productions.
As far as thick film processes are concerned, materials' sizes are 1-10 micrometers, film
growth rates are relatively fast, but resulting filmsare usually inhomogeneous and porous.
To find compromises between thin and thick film processes, other fabrication techniques
have been developed such as pyrolysis chemical vapor deposition, mist deposition in
microwave chambers [9], RF plasma mist deposition in enclosed chambers [10], and RF
plasma mist deposition in atmosphericenvironment [11]. In this paper, we shall report
new results obtained via the last process. Operational principlesare briefly explained in
section II, materialsdeposited are presented in section III, plasma-experimentalconditions
are given in section IV, results are summarized in section V, and future work is discussed
in section VI.

H. OPERATIONALPRINCIPLE
In this RF plasmaaerosoldepositionprocess, an aerosolmist containingdesired

cationsis injectedinto a plasmaregionwherethe maximumtemperatureis 10,000K and
the gas pressureis slightlyhigherthan one atmosphere. Attervaporizationand collision,
ions or groups of ions with sufficientmomentatravel towards a collectoroutside the
plasmaregion. Dependingon temperatureprofilesof the collector,nano-sizedparticles,
particleclusters,or micro-sizeddepositscan be formed. In Figure 1, an experimentalset
up is illustrated,where the collector is a substratewith its heater block. Besides the
substrateassembly,there aretwo otherassemblies:startingmaterialassemblyandplasma
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reactor assembly. The starting material assembly consists of an ultrasonic nebulizer, a
solution container, a carrier gas inlet, and a mist outlet. The plasma reactor assembly
consists of an RF coil with two copper leads (power suppliedby an RF generator, 4 MHz,
35 kW), a plasma gas nozzle device with three plasma gas inlets, a quartz tube, a mist
inlet, and a flame outlet. To prepare a solution, nitrates and/or chlorides with desired
cations are dissolved in distilledwater. The aqueous solution is poured into the solution
container. When the ultrasonic nebulizer vibrates at a frequency of 1.63 MHz, the
solution is excited into aerosol mist with droplet sizes of 5 - 10 micrometers. Under the
pressure of a carrier gas (Ar), the mist is fed into the plasma reactor. After vaporization
and deposition, films and/or materials are formed on the substrate (collector).

Around the middle section of the quartz tube, ion sizes are estimated to be 1 - 3
angstroms. Near the exit end of the tube (flame outlet), sizes of travelling particles are
estimated to be 5 - 10 nanometers [12]. Particle clustering is expected to take place in the
flame region, and nucleation is expected on the substrate. Besides substrate temperature,
filmmorphology and grain sizes maybe affectedby the distance between the substrate and
the flame outlet, plasma power coupled to the RF coil, plasma gas feeding rates, misting
rates, and solution concentration. Oxidation process may be initiated in the quartz tube,
enhanced by auxiliary oxygen supply near the flame outlet (not shown), and near the
substrate.

HI. MATERIALS DEPOSITED
A. BiSrCaCuO systems

In an earlier experiment, films with 2212 composition were fabricated with the
plasma technique [13]. Recently, a group at SUNY Buffalo found that the 2223
fabrication window was approximately 5°C [10]. To ease fabrication conditions for large
scale productions of 2223 film coatings, a bulk processing technique called two-powder
process provided an alternate route [14]. In this bulk process, 2212 was first formed,
0011 was then added to form 2223.

In this work, we attemp to fabricate Bi2.2.xPbxSr2.yCal+yCu208(2212) films; with
x=0.20, 0.25, 0.30; and y = 0.25, 0.50, 0.75; as illustrated in Table I. Once 2212 film is
formed, 0011 can then be added.

B. YBaCuO systems
Films of superconductive 123 phase were deposited at a substrate temperature of

approximately 600°C, without post-annealing [11]. For a film deposited on MgO single
crystal, superconductive transition temperature was 100 K, zero resistance temperature
was 93 K, with transition width (10-90%) of 3 K [15]. It was observed that sizes of
deposited oxides could be as smallas 20 nanometers [16].

In this work, we attempt to fabricate nano-sized 211 powder. It is known that 211
affects the superconductivity of 123 phase. For example, the critical current (Jc) of 123
superconductor can be altered by the presence of211 phase [17-18]. When Jcis enhanced,
211 particles are assumed to be flux pinningcenters. WhenJc is reduced, 211 particles are
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assumed to be a micro-sized impurities blocking supercurrent flow. To clearly
understand the roles played by the 211 phase, nano-sized particles are needed. Once these
particles are produced with uniform particle size distributions, we can carry out well
controlled doping experiments to systematically study pinning effects, kinetics, and
mechanicalproperties.

C. BaCaCuO precursor films for TIBaCaCuO systems
In an earlier experiment, 0223 precursor films were deposited by the plasma

technique. The precursor filmswere annealed at different substrate temperatures in a one-
zone furnace to form 2212 and 2223 phases [19]. Recently, it was observed that 1223
phase has better critical current properties under high magneticfield than that of 2212 and
2223 phases. To fabricate a 1223 film,DeLuca developed a two-zone furnace technique
[20].

In this work, we attempt to fabricate 0223 precursor filmswith different porosities
and different dopants. When the porosity of a film can be tailored, we shall be able to
control Tl diffusion processes in a two-zone furnace. When a metallicoxide such as silver
oxide can be doped, we shallbe able to align 1223grains to enhance Jc.

D. Other buffer or hybrid materials
It has been a great challenge to coat YBaCuO on nickel containing substrates. If a

buffer layer can be inserted between the substrate material and the superconductive
material, this buffer layer can stop interdiffusion, can match lattice parameters, and can
match thermal expansion coefficients. In this work, we attempt to deposit yttria stabilized
zirconia, tin oxide, and silicon oxide. With superconductors, the last two coating layers
can also be utilized as optical couplers and other hybrid optoelectronic films.

IV. PLASMA EXPERIMENTAL CONDITIONS
During plasma experiments,all parameters were optimized, as listed in Table II. In

BiPbSrCaCuO experiments, nine batches of solutions were prepared according to the
stoichiometric ratios listedin Table I. Each batch of films was deposited at two different

substrate temperatures ranges. The low temperature range was from 400-600°C, while
the high temperature range was 600-750°C. The films deposited at low substrate

temperatures were heat treated in a furnace at 800°C for one hour to enhance 2212 phase
formation. For comparative purposes, bulk powders were used to fabricate the
superconducting phases represented by equations 1-9 [21]. These samples were prepared
by a solid state reaction method. That is, powders of CaCO3, CuO, SrCO3, Bi203, and
PbO were mixed in the ratios listed in Table I. These mixtures were then calcined and
annealed in an atmosphericallycontrolledfurnace several times to form 2212 phases.

To prepare solutions for Y2BaCuOs,the stoichiometric ratios of Y:Ba:Cu ranged
from (0.161):(0.158):(0.158)to (0.194): (0.171) : (0.172). During fabrication of 211
materials, the collector (substrate) temperature was maintained at a temperature of 400 to
660oc.
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To prepare solutions for BaCaCuO (0223), the mole ratio of Ba:Ca:Cu was
0.16:0.13:0.18 mole, with additional 0.01-0.02 mole of Ag in some experiments. The
substrate temperatures ranged from 500 to 750°C.

To prepare yttria stabilized zirconia, zirconyl nitrate and yttrium nitrate powders
(10 mol%yttrium) were mixed in the appropriate ratio and dissolved in distilled water.

The substrate temperatures ranged from 600-950°C.

To prepare solution for tin oxide, SnCI4"5H20,HCI, and distilled water were
mixed to produce solution with a concentration of 100 g/l. To prepare silica solution, a
starting suspension containing silicon oxide powder (7 nm) and water was mixed to
produce solution with a concentrations of 10 to 40 g/l.

V. RESULTS AND DISCUSSION
All films and materials were characterized by x-ray diffraction (XRD), energy

dispersive spectroscopy (EDS), and scanningelectron microscopy (SEM). Resistances of
some filmswere measured by a four-point lead method, as a function of temperature.

1. BiPbSrCaCuO Films
From EDS measurements,all cations (metals) were observed in the BiPbSrCaCuO

films. From SEM analysis, filmthickness, morphology, and microstructures were studied.
Filmthicknesses were between 3 and 12 micrometers. As-deposited filmscontained plate-
like crystals, with crystal sizes of 1-5 micrometers. However, crystal shapes were
dependent on the cation ratios. Referring to Table I, crystals of equations 2-4, and 7-8
had more edges, indicatinga more dendrite growth.

As verified by XRD measurements, when films were deposited at low substrate

temperatures (<600°C), 2201 phase was the dominant phase along with 2212 and other
binary and ternary phases as minor phases. After post-annealing at 800°C for one hour,
2212 phase was enhanced. However, when films were deposited at high substrate

temperatures (>600°C), 2212 phase was the dominant phase in each as-deposited film as
illustrated in Table I and Figure 2 (corresponding to Eqn. 7) [22]. There was also an
indication of preferred 001orientation, which indicated a possibilityof liquid phase growth
from small deposits in the ranges of 50 to 150 nanometers as determined from the Full
Width Half Maximum(FWHM) of an XRD pattern by a program called SHADOW.

In comparison, a series of bulk processing experiments were conducted with nine
identical equations listed in Table I. It took several thermal cycles to fabricate 2212 bulk
materials. However, with this plasma technique, 2212 materials were synthesized within
one deposition process.

2. Y2BaCuO_(211)
Y2BaCuO5powders were scrapped off a flat MgO collector (5cm x 5cm). XR

measurements revealed that powders were phase pure 211 when the starting material
ratios were from (0.190):(0.158):(0.158)to (0.194):(0.158):(0.157)for Y:Ba:Cu, as

375



illustrated in Figure 3. As the ratios were outside of the range, other non-211 phases were
presented as minor phases, as illustrated in Table III. The crystallite size increased from
53 to 116 nm when collector temperature increased from 500°C to 660°C. Initial SEM
analysis of as-deposited powders revealed that these powders were agglomerated.
Powders were then dispersed in acetone (containing Darvan 821 deflocculant), and
vibrated in an ultrasonic oscillator. Particle sizes of those powders were approximately
100-300 nm, as estimated by SEM measurements.

3. BaCaCuO Precursor (0223)
For a precursor film, XRD reveals that barium copper oxide and calcium copper

oxide phases were present. With silver dopant, silver metal was present from XRD
pattern. The crystallite sizes ranged from 70-150 nm (from SHADOW). EDS results

verified the existence of all desired cations. For the film deposited at 450°C, the particle
sizes were relatively uniform (0.5-1.5 micrometers) and the film was porous. The film
deposited at 650°C had particle sizes ranged from 0.5 to 10 micrometers and the film was
dense. After thallination in a two-zone furnace, XRD revealed that the films were 1223
phase pure, and four-point-probe measurements revealed that zero resistance temperature
was 108 K [23].

4. YSZ

Thin films of YSZ were deposited on Ni containing substrates. All as-deposited
filmswere yttria stabilizedcubic zirconia as determined by XRD. The deposition rate was
dependent on the feed flow rate, reactor-substrate distance, nebulizer setting, and solution
concentration. The film thicknesses ranged from 5 to 30 micrometers depending on the
duration of deposition and other experimentalconditions as those listed in Table I. The
density and morphology of the film were dependent on the substrate temperature and
deposition rate. It was observed that films deposited below 900°C have "snowflakes"
appearance with low density and poor adhesion. When the substrate temperature was
higher than 900°C, the film density and adhesion strength were increased. Post heat
treatment slightly enhanced the density and adhesive strength of these films. Surface
morphologies of the as-deposited and post heat-treated filmswere different. In general,
the post-annealed filmswere more crystallized than the as-deposited films.

6. Tin Oxideand Silica
Intin oxidefilms,XRDrevealedthat the predominantphasewas SnO2(Cassiterite

- JCPDScard # 41-1445). Mossbauerspectrometrydeterminedthat the tin was in its +4
oxidationstate. The crystallitesize was determinedto be -25 nm via XP,D SHADOW
program. SEM analysisof the films showed a particle size ranged from 0.4 to 4
micrometers. In addition,siliconoxide filmswere depositedon SLS glass substrates.
When the solutionconcentrationincreasedfrom 10-20g/lto 40g/l, films changedfrom
amorphousto crystallinestructuresas verifiedbyXRDand SEM.
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VI. DISCUSSION
Plasma aerosol deposition techniquehas potentialfor large scale coatings such as

underground superconductorcables and magnetic shieldings. To fully develop the
techniqueinto a matureprocess,we arecurrentlyconductingthe followingexperiments:
1. to add(BiSrCaCuO)0011 into2212 to form2223;
2. to dope nano-sized211 powder into 123 superconductorand to comparethe results
with that obtained from the micro-size powder;
3. to hybridize123with others magneticmaterials;
4. to improve the 0223 precursor film's properties by changing the experimental
parameters,andto studythe rolesplayedby silver.
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Figure 1. Plasma aerosol deposition experimental set-up.

Table I. Formulae of Nine Equations (Bi:Pb:Sr:Ca:Cu) and Relative
Concentrations of 2212 Phases.

Equation # x y Formula Ratio 2212 _ 2201 C_CuO 3

1 0.20 0.25 2:0.20:1.75:1.25:2 89% 11% 0%

2 0.25 0.50 1.95:0.25:1.50:1.50:2 94% 4% 2%

3 0.30 0.75 1.90:0.30:1.25:1.75:2 93% 5% 2%

4 0.20 0.50 2:0.20:1.50:1.50:2 93% 6% 1%

5 0.25 0.75 1.95:0.25:1.25:1.75:2 86% 10% 1%+

6 0.30 0.25 1.90:0.30:1.75:1.25:2 95% 4% I%

7 0.20 0.75 2:0.20:1.25:1.75:2 97% 2% 1%

8 0.25 0.25 1.95:0.25:1.75:1.25:2 95% 4% 1%

9 0.30 0.50 1.90:0.30:1.50:1.50:2 90% 8% 2%

^ The relative percentages of various phases were estimated from relative heights of the
100% peaks.
+ other peaks observed
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Table H. Film Deposition Conditions for Superconducting
and Nonsuperconducting Materials.

Parameter Bi-2212 Y,BaCuOs Ba:Ca:Cu30, YSZ SnO: / Silica

PowerSetting 35 35 30 30 40
%

Axial ArgonFlow 5 7 7 - 9 7 5
Rate (L/min)

SwirlArgon Flow 10 7 - 10 8 - 10 10 7.5
Rate(L/min)

Swirl/Tangential
02Flow Rate 15 10- 15 15- 20 10 12.5

(L/min)

FeedArgon Flow 4 2.5- 4 3.5- 5 2.5 2.5
Rate (L/min)

NebulizerSetting 80 80 75 80 50 / 100
(%)

Substrate 13 12 13 12 11
Distance(cm)

SubstrateTemp. 400- 750 400- 660 500 - 750 600 - 950 400 - 500
('c)

SolutionCone. 100 120 100 75- 100 100/ 10-50
(g/l)

Table HI. Solution Ratios and Substrate Temperatures Effect
of Impurity and Crystallite Size.

Experimental Solution Mole Ratio Substrate Impurity Crystailite
# (Y:Ba:Cu) Temp (°C) Size (nm)
1 0.190 : 0.158 : 0.158 660 0 105

2 0.190 : 0.158 : 0.158 500 10% Y203 116

3 0.190 : 0.158 : 0.158 500 10% Y203 102

4 0.161 : 0.158 : 0.158 400 30% 123 66

5 0.190 : 0.171 : 0.172 530 15% 123 56

6 0.190 : 0.164 : 0.163 600 15% 123 80

7 0.190 : 0.159 : 0.157 550 10% 123 72

8 0.194 : 0.158 : 0.157 570 0 70

9 0.192 : 0.158 : 0.157 500 0 53
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Figure2. XRD pattern of 2212 film(eqn. 7).The peak at-38 degree two-theta is
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Partial Melting of Bulk Bi-2212
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Abstract

Dense and textured Bi-2212 bulksampleshave been producedby the partial melting
process. The appropriate amount of liquid phase necessary for complete densification
has been adjustedby controlling the maximumprocessing temperature. The maximum
temperture itself has to be adaptedto several parametersas powderstoichiometry,silver
addition and oxygen partial pressure. Prolonged annealing at 850 and 820 °C and
cooling in N2 atmosphere led to nearly single phase material with Tc=92 K. Critical
current densitiesJc of 2'200 AJcm 2 at 77 K/0 T have been achievedin samples of more
than 1 mm thickness.Reducing the thicknessbelow 0.4 mm enhancesJc considerably to
values > 4'000 A/cm2. The addition of 2 wt% Ag decreases the solidus temperature of
the Bi-2212 powder by 21 °C. Therefore, the maximumheat treatment temperature of
Ag containing samplescan be markedly loweredleading to a reductionof the amount of
secondary phases. In addition, Ag enhances slightly the texture over the entire cross-
section and as a result Jcat 77 K/0 T.

Introduction

Melt processingof Bi-2212 (Bi2Sr2CaCu20x) is a commonfabricationtechnologyto
producesuperconductingdeviceswith a dense,weak-linkfree microstructure.Various
geometries have been producedby this technique:(a) Thick films on Ag-substratesare
fabricatedby the so-called partial melting route [1,2] leading to an excellent grain
alignment and high critical currentdensitiesat 77 and4.2 K even in long tapes. (b) Ag
sheathed wires are produced by a very similar process [3-5]. So far, good super-
conductingpropertiesin long lenghts have been achievedat temperaturesbetween 4.2
and 25 K. (c) Massivedevices,e.g. tubesandringsfor currentleadsand limiters, have
been fabricated by complete melting at temperaturesabove 1000 °C. For these
geometries, the high temperaturesare requiredto achieve the appropriateviscosity to
form the desired shape [6], but they promoteoxygen loss during melting and the
developmentof an unfavorablemicrostructurewith coarse secondaryphaseseven after
prolongedannealingat temperaturesabove 800 °C [7-9]. As a consequence,the critical
currentdensity at 77 Kremains limited. Nevertheless, technical devices are feasible
withbulk materialsdue tocomponentswith large cross-sectioncarryinghigh currents.

The purposeof this studyis to apply the partialmeltingprocess to producebulk Bi-
2212 materialin orderto avoid the disadvantagesof the complete melting.The heat
treatmentwas optimized in order to enhance the critical current density of massive

382



devicesat77 K.SinceAg wasusedas containermaterial,specialemphasiswas laidon
thecontrolof its influenceonthe processingparametersandtheresultingproperties.

Experimental
a. Powder preparation

Powder with the stoichiometry Biz2SrzoCal.0CuzoOx was prepared by the standard
calcination process. The appropriate amounts of Bi203a , SrCO3b , CaCO3c and CuOa
were mixed and calcined at 750 °C for 18h, at 800 °C for 36 h, at 820 °C for 85 h and
at 850 °C for 96 h in a flowing gas mixture of 20% 02 and 80% N2 with intermediate
grindings. This powder stoichiometrywas chosen, because it is reported to be within
the single phase region of Bi-2212 [10]. In addition, the Bi-excess reduces the amount
of Bi-free secondary phases of melt processed Bi-2212 [11]. The nearly single phase
calcined powder was ball milled in hexan for 2 hours, dried and sieved passing
completely the 32 l.tmsieve. To a part of the calcined powder 2 wt% Ag was added in
form of Ag20. The Ag20 powder_ was mixed with the Bi-2212 powder on a roll mill
for 3 h, resulting in a homogeneousmixture of the two powders. The Ag20 is decom-
posed during heating leading to finely dispersed Ag particlesof a few microns on the
2212 powder particles.

DTA measurements revealed a solidus temperatureof the powder of 881 °C in air
and 892 °C in oxygen, respectively.The addition of 2 wt% silver led to a decrease of
the solidus temperature to 871 °C in oxygen.

To control the quality of the powder a pressed pelletwas sintered at 850 °C for 96 h
in air and drop quenched in liquid N2. The sample was single phase (a=0.541 nm,
c=3.086 rim)and showed a T c of 95 K.

b. Sample preparation and characterization

Pellets with a diameterof 13 mm and variablethicknesswere uniaxiallypressed at a
pressure of 150 MPa, put into Ag crucibles and subjected to the heat treatment, which
consistedof three main steps:

• Partial meltingat 880 to 905 °C for 2 h in oxygento densify the samples.
• Annealing at 850 °C for 48 h in oxygen after cooling at a cooling rate of 30 °CPato

form a high volume fraction of the 2212 phase [12]. A second annealingstep of 80 h
at 820 °C in oxygen or air followed.

• Cooling at a rate of 300 °C/h to room temperature;the atmosphere was changed to

nitrogen (po2= 10-3atm) at 700 °Cin order to optimizethe oxygen stoichiometry.

a PCF, 99.9% purity
bSolvay Barium StrontiumGmbH, > 99.9%
c Solvay Barium Strontium GmbH, > 99.9%
aCerac Inc., > 99.8%
e Fluka Chemika, > 99.0%
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The microstructure of the samples was investigated by light microscopy, X-ray
diffraction (XRD) with CuKct radiation and Si as internal standard, and scanning
electron microscopy (SEM). To achieve information about the microstructure of the
entire volume, the sample thicknesswas reducedby removingmaterial in steps of 100
I.tm by polishing. Chemical compositions of phases were determined by EDX at an
acceleration voltage of 25 kV. The ZAF correctionwas applied to the intensities of the
BiM_, SrLa, CaKa, and CuK_ lines, and the compositions calculated by means of
internal standards.

The critical temperature Tc was determined resistively by the conventional four-
probe method or by AC susceptibility.The measurementsof the critical current density
Jc were performed magnetically in an AC magnetometerat f---4Hz using the 1 _tV/cm
criterion. The samples were immersedin a bath of liquid nitrogen. The current densities
were calculated from the width AM of the measuredM(H) loops. Since granularity was
never found in melt processed Bi-2212 [13] AM must be due to macroscopic currents
only.

Results and Discussion
a. Microstructure

The maximum heat treatmenttemperatureis thecrucial processing parameter for the
microstructural development of melt processed Bi-2212. For thick films it has been
shown that only a narrow temperature range is suitable to achieve dense
mircrostructures with high critical current densities [2,14]. Similar behavior was
observed for bulk material. In Figure 1 the fracture cross-sectionof a sample processed
at Tmax=905°C is shown. The typical microstructure of melt processed Bi-2212
consisting of bundles of 2212 grains with parallel c-axis and separated by (001) twist
boundaries [13] can be recognized. It is completely dense and no major secondary
phases can be detected. SEM observations in the backscatteringmode revealed the
chemical composition to be very homogenous throughout the cross-section. These
findings were further conf'trrnedby XRD showingthat only traces of 3430 are present
as secondary phase beside the 2212 phase with a=0.541nm and c=3.087_+0.002nm. The
chemical composition of the 2212 phase is Bi2.13Sra.o6Cal.o6Cu20x and is close to the
composition of the starting powder.

In contrast to the bulk, both the surfaceand the interfaceto the Ag substrateshow a
considerable amount of secondaryphases.At the surface the Bi-free 014x24 phase was
found; its appearance is mainly attributedto Bi-loss during processing. At the interface
the 2201 and the Cu-free 3430 phase were presentas secondaryphases. In addition, the
very large FWHM (0.63°) of the (008) peak of the 2212 phase as well as the EDX
analysis showing a chemical composition of Bi2.82Sra.31Cal.o3Cu20x indicate a high
density of 2201 intergrowths inside the 2212 grains. However, the second phase rich
layers at the suface and interface havea thicknessof less than 100lam.
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Fig.I: SEM picture of the cross-section of a Fig.2: SEM pictureof the cross-section of a
Bi-2212 bulk sample processed at Bi-2212 bulksample processed at
Tmax=905 °C. Tmax=880 °C.

Reducing the maximum processing temperature led to a decrease of the amount of
liquid phase and to a dramaticallyreduced density. Figure 2 shows the fracture cross-
section of a sample heated to Tmax=880 °C. Only a thin layer of approx. 10 to 20 l.tmat
the Ag interface is molten and densified,whereas the bulk is only sintered and remained
porous. Obviously, two solidus temperaturescan be found in this sample; affected by
the Ag substrate, Bi-2212 near the interface begins to melt at a markedly lower
temperature than the rest of the sample.However,the small amountof liquid phase pro-
duced is inadequate to promote the densification of the entire sample. Therefore, a
processing temperature exceeding the solidustemperature by about 15 °C is considered
to be appropriate for complete densificationof bulk Bi-2212,even in Ag crucibles. This
difference is larger than the 3-7 °Creported for thick films [2,14].

As mentionedearlier, doping Bi2.2Sr2CaCu20x with 2 wt% Ag decreasesthe solidus
temperature by 21 °C to 871 °C in oxygen atmosphere. Taking into account that the
proper amount of liquid phase can be achieved by the previously mentioned 15 °C
above solidus, the maximum temperatureof the partial melting process was reduced to
885 °C. Indeed, this low temperature led to the complete densification of the samples
and to a considerably smaller amount of secondary phases, especially of the Bi-free
014x24 at the surface and 2201 at the Ag/Bi-2212interface.

In Figure 3 the melting behavior of Bi-2212 on Ag substrates as a function of the
partial melting temperature is summarized. Without Ag addition (figure 3a) a
temperature around 905 °C is necessary for complete densification of the sample. At
this temperature, the surface is overheated and the Ag/Bi-2212 interface suffers a
substantial Bi-loss leading to an enhancedvolume fraction of secondary phases in these
layers. As it will be shown later, these layersare the most textured ones and so possible
regions of high current carrying capacity. Therefore, an improvement of the melting
process in regard of the microstructuraldevelopmentof surface and interface seems to
be advantageous for the enhancementof thecurrent density.
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Lowering the maximum processing temperature Tmax to 880 °C does not solve the
problem. The microstructureof the interfacelayer is certainlyimproved, but the amount
of liquid phase is insufficient to densify the whole sample. Therefore, such low
temperatures can only be used for the fabrication of thick films which consist entirely
of Ag/Bi-2212 interface. The second, more promising way to improve the micro-
structure of bulk material is the addition of 2 wt% Ag to the powder (figure 3b). It
lowers the solidus temperature of the entire sample and eliminates the inhomogenous
melting. At the same time, the processing temperatureis comparable to the one used for
the partial melting of thick films. Therefore, the volume fraction of secondaryphases at
the interface due to overheating and at the surface due to Bi evaporation can be
markedly reduced.

(a) withoutAg addition (b) with 2 wt% Ag addition

T=905 °C T=885 °C

Ag substrate

T=880 °C_ g-/zzz_ dense Bi-2212
Bi-2212 with

secondary phases

V-----q porous Bi-2212

Fig.3: Schematic drawing of the melting behaviorof Bi-2212bulk samples on Ag substrates
(a) without and (b) with 2 wt% Ag addition.

b. Texture

Figure 4 shows the dependence of the degree of texturea on the distance from the
Ag/Bi-2212 interface. The high value of f=0.99 at the interface expresses an almost
perfect alignment of the (ab)-plane parallel to the Ag substrate. However, the highly
textured layer has only a thickness of less than 100 I.tm. Comparable good grain
alignment is found at the samplesurface.

a Quantification of the texture from XRD measurement:f = ]_Intensities(001)2212/Elntensities(hkl)z212
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The degree of texturing in the bulk is lower, but constant over the entire cross-
section. The parameter f showing values of 0.5 lays markedly above the value of an
unoriented powder specimen with f=0.14 and a little above f of a pressed and sintered
specimen (f=0.47). This indicates that a considerable degree of texture in the bulk is
already formed by pressing which is intensified by the partial melting process.
Excellently textured layers are induced by the Ag substrate as well as by the free
surface. The Ag addition slightly enhances the degree of alignment over the entire
cross-section.

c. Properties

Table 1 shows the critical temperatures Tc of melt processed and sintered Bi-2212.
All heat treatment schedules including partial melting lead to the same Tc of 92 K. This
temperature is somewhat lower than Tc = 95 K of the sintered and drop quenched
sample without Ag addition, but equal to the Te of sintered Bi-2212 with 2 wt% Ag
addition. This indicates, that the oxygen stoichiometry of the partially molten Bi-2212
is well adjusted, but Tc is slightly lowered due to the influence of Ag taken up from the
substrate during partial melting and/or added to the starting powder.

Heat treat- Ag addition, Tc, K
ment wt%

Partial -- 91.5 - 92

melting 2 92

Sintering -- 95 Table1:DependenceofTc onheattreatment
2 92 conditionsandAg addition

The critical current density Jc being the most important design parameter of system
components was determined at 77 K, the envisaged operating temperature. Figure 5
shows the Jc dependence on the sample thickness d after partial melting in oxygen and
annealing at 850 °C in oxygen as well as at 820 °C in air. The maximum processing
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temperature was 905 °C for pure Bi-2212 samples and 885 °C for Ag containing
samples. For sample thicknessesd<0.4 mm Je increasesstrongly with decreasing sample
thickness. Values above 4'000 A/cm2 can be reached. For samples with d>0.4 mm the
dependence of Je on component dimensions is much reduced but still present. Critical
current densities larger than 2'000 A/cm2 can be obtained in specimens of more than 1
mm thicknessafter this process.

5000

_ without Ag addition
(.3

-_- E wt% Ag addition
< q

- 4000 \

- []
E 3000
L--

2000 Fig.5: Dependence of Je (77t_

.u_ K/0 T) on sample thickness
"-" T=77 Kx-
O for partially molten Bi-2212

looo , T , , , t , , , T , with and without Ag addition
0 0.2 0.4 0.6 0.fl 1.0 1.2 (incl. air annealing)

Thickness,mm

The Ag addition enhancesJcfor all samplesizes. SinceTc of all samples is equal, we
conclude that the increase is connectedwith the improvedmicrostructure,namely phase
composition and texture.

Assuming that self-field effects can be neglectedat the present sample size of d<l.2
mm, Jc is mainly influenced by the phase composition and texture. As we have shown
before, the samples are nearly single phase and the texture is constant over the main
part of the cross-section. Therefore, the increase of Jc with decreasing thickness might
be attributed to the increasing contributionof thehighly alignedlayer at the Ag/Bi-2212
interface with decreasingoverall sample thickness.

300

T=77 K

t
E 200 •
o 3

< n

, [] o
u

lot

--o- without Ag addition Fig.6: Dependence ofje,thick-
2 wtZ Ag addition ness (77 K/0 T) on sample

0 , , , , , , , t , , , thickness --Iorpartially molten
o 02 0.4 0.B O.8 1.0 1.2 Bi-2212 with and without Ag

addition (incl. air annealing)
Thickness,rnm
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Figure 6 shows the dependenceof the productje,d on sample thickness.This product
is of interest for technical devices. It gives an indication how much current can be
transported in a conductor of a certain width. The increase of jc,d with increasing
sample thickness is remarkableand the maximumhas not been reached with d=l.2 mm.
This behavior clearly demonstrates that bulk Bi-2212 is well suited for high current
applications. The loss of critical current densitycan be over-compensatedby increasing
the thickness. For comparison, the best thick films have jc>104A/cm2 [2,14], but their
jc,d is in the region of 30-40 AJcm, almost an order of magnitudesmaller than in bulk
material.

In Figure 7 the thickness dependenceof Jcof the sampleswith the final annealingat
820 °C in oxygen instead of air (figure 5) is shown. Again, the maximum processing
temperature was 905 °C for pure Bi-2212 samples and 885 °C for Ag containing
samplesfor samples annealed in O2at 820 °C.

5000
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o \ -a,- 2 wtX Ag addition
< \

4000 \\
-_ \
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zooo o D..... K/0 T) on sample thickness for

to r'l
t_ partially molten Bi-2212 with"_ T=77 K
o and without Ag addition

1ooo ........... ( aling)oxygen anne0 0.2 0.4 0.8 0.8 1.0 1.2

Thickness, mm

The critical current density for all sample thicknessesis significantlyreduced. Since
macroscopic differences like To, texture or phase compositionscannot be observed, the
influence of the oxygen annealing is not understoodso far. More careful investigations
of the micro- and nanostructureis necessary to explain the advantage of air annealing.
Of course, the lowerj_ values lead also to lowerjc,d as illustratedin figure 8.
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Conclusions

Partialmeltingis an appropriateprocessingtechnologyto producedense bulk Bi-
2212 with nearly single phasemicrostructures.It leads to a considerabletextureover
the entirecross-section.A particularlypronounceddegreeof grainalignmentis foundat
the Ag/Bi-2212 interfaceand the surface.Therefore,avoidingsecondaryphasesin this
layerenhances the currentdensityin thin samples(d<0.4 ram), in which the interface
layer contributes substantially to the total current. The addition of 2 wt% Ag is shown
to be a useful measure for this purpose.

The maximum processing temperature has to be approx. 15 °C above the solidus
temperature in order to achieve a sufficient amount of liquid phase promoting the
densification of the sample. Annealing including a step at 820 °C in air is superior to
annealing only in oxygen atmosphere.Cooling in Nz is sufficient to obtain a high Tc.
No further heat treatmentis necessary to adjust the oxygen stoichiometry.

Critical current densitiesJc (77 K/0 T) above 4'000 A/cm2 are achieved for a sample
thickness d<0.4 mm. The addition of 2 wt% Ag enhancesJc slightly. Increasing the
thickness leads to a reduction of Jc. However, because the thickness dependence
becomes small for d>0.4 mm, bulk Bi-2212with high critical currents can be produced
by partial melting.
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ABSTRACT

Largecriticalcurrentdensities(Jc)were obtainedinc-axisorientedTI-1223/Agcompositetapesfabricatedby spraying

methodswithouta vacuum.Transportmeasurementsat 77Kundera zerofieldindicateda Jc of9x10' AJcm2and7x 103Ncmz at

1T forthe tapesfabricatedbyspraypyrolysis.The novelGPM methodwasalsoappliedforBi-2212/AgPiT compositewire,and

found to beveryeffectiveforimprovingthedistributionofvoids,whichcausedfromthemelt-solidifyingprocess.TheGPMshowed

a markedeffect forobtaininghomogeneouslongwire. A IT classcoilwassuccessfullyfabricatedwithmonocorewire.

1. INTRODUCTION

It is well known that the Bi-systemwires with high critical current densityJc's are much

preferable for applications in high magnetic field regionsat cryogenic temperature below 20K than

TI-systemsuperconductorsfrom the viewpointof processeasiness realizing good crystal alignment

enabling a large current flow, however, the Bi-systemsuperconductorscan not be useful in liquid

nitrogen temperature applications due to the weak pinning characteristics caused from the two

dimensional vortex structure. In the latter case, T1-1223with Tc 122K, having strong pinning

characteristics (with more three dimensional vortex structure), is thought to be the best candidate.

Since, T1-1223requires ,however, the three-dimensionalcrystal alignment for overcoming the grain

boundary weak links, the wire fabrication processesare thought to be restricted in a field of the

thin film technologies.

In thispaper, weshow the following two novel processingfor bothBi- andTI- system HTS's,

(1) GPM( gas pressurizedmelt) processfor Bi-2212/Ag solenoidcoil usingPIT

(2) Spray pyrolysis method for T1-1223on silver substratein ambient pressureconditions.

391



N. MAKJ et al.. Proceedings 4th Wodd Congress on SuperconductJvity, Orlando Flolida (1994)

2. Bi-2212 GPM Process

It is well knownthe Bi-2212/Agwire with high criticalcurrentdensityJc can easily be

obtainedthroughthe partial-meltingprocess." However,the mostseriousproblemof the processis

thoughtto be the oxygenreleasewhichcauses"swelr onthewire.So far, we havealreadyreported

that the oxygen release can be reduced using the Bi-2212 powderswith Ag,2_calcined at

temperaturesaroundmeltingpoint,undera highoxygenpartialpressure(100% 02 - 1 atrn). Inorder

to achievea goodsuperconductingpropertyina longwire, itis necessaryto improvernicrostructural

homogeneityin the longitudinaldirectionof the wire. In followings,we will discussthe effect of the

GPM (Gas PressurizedMeltProcess)for Bi-2212/Ag,onmicrostructure.3_

2.1 Experimental

Commercialpowdersof 3N pureoxidewere mixed in a nominalcompositionof Bi2Sr2 Ca1

Cu2Ago20y and calcinedtwiceat810°C for 10h. Silvertubeswithouterdiameterof 6ram,filledwith

the powder,were processedbydrawing to get 0.7mm and 1.2mmouterdiameterand25m length

wires.The roundwirewascutinto3cmlengthsfor shortsample. As-drawing25m longwires(l.2mm

o.d.) werewoundintosolenoidtype. The fabricatedsolenoidcoilis shownin Fig.l. Bothshortwires

andthe coilswere partiallymeltedfor 10 minutesfrom 865°C to 885°C. Shortwireswerecalcined

undervariousconditionsof oxygenconcentrationandtotalgas pressure.Coils were meltedunder

bothatmosphericpressureanda pressurizedatmosphere,usingGPM. The transportcriticalcurrent

wasmeasuredby a four-probemethodat 4.2K witha 1 u.V / cm criterionfor short wires,andwitha

1013Q • m criterion for coils. The voids distributioninside Ag-sheathwas observed using X-ray

radiography (Voltage : 180kV,current : 5mA, target : W ).

2.2 Results and discussion

Since the oxygen partial pressureduringmelt processaffect a releaseof oxygengas from

Bi-2212 crystals,oxygenpartial pressure,PO2,should be changedto appear the effect on void

formationand superconductingproperties.It was found that the high Jc valuesof over 105A/cm2

were obtainedusingGPM undera pO2 of 1.0 to 3.0 atm. And, we investigatedthe detailsof the

effect of totalgas pressureunderthe conditionof pO2=1.0._1.2atm. Underthe total gas pressure

over 3.0 atm witha constantpO2,relativelyhighJc valuesareobtainedina widetemperaturerange

witha littlescatterings.Accordingto the X-ray radiography,the distributionof voidsinwires melted

at Pro=, of 6.0 atrn estimatedto be smaller than those of melted at the atmosphericpressure

(Pro=,=1.0atrn) .Therefore,the GPM methodwhichmeltedunderpO2 of 1.0 to 3.0 atm and Ptotal

over 3.0 atm, are prerequisitesfor gettingwires with the high Jc values and homogeneous

distributionof voids. We also fabricated small solenoidcoilsmeltedunder both ambient and the

GPM atmosphere.Fig.2 showsthe distributionof voids in both coils. Horizontalaxis showsthe

average length of the voidsin the longitudinaldirectionof the wire, and vertical axis showsthe

numberof the voids.The propertiesof the coilmeltedundertheatmosphericpressureare markedly

dependson the cross-sectionallocations.For example,outer-mostside, the Jc was lowest,which
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correspondstothe void concentrationof 50 mm long in fig.2. Microstructuresand Tc of the coil were

homogeneous,however,the distribution of the voids governed the V-I properties.On the other hand,

voids of the coil processedthroughthe GPM method were 10mmlong at most. Therefore, the GPM

method seems to be very effective for improving the distribution of voids, and makes easy for

obtaining homogeneous long wire. The coil, using a 5 pieces of 25m long wire, generated a

maximum magnetic field of 1.1Tat a current of 88A.

3. TIo1223/Ag composite tape

In order to apply high-Tc superconductorsto magnets operable in liquid nitrogen, a

considerablelengthof wiremustbe fabricatedwitha transportJc of at least10' AJcm2in magnetic

fieldsof 1 T orgreater.Keyto the fabricationof practicalhigh-Tcsuperconductingwiresisto prepare

polycrystallineconductorswhich have good intergranularconnectivityand high flux pinning

characteristics.AlthoughYBCO'> and T1-12235_7>has strongpinningforce at 77K, the transport

capabilitiesof wires fabricatedby the powder-in-tubemethodare seriouslyimpairedby weak-link

behaviorresultingfrom poor intergranularconnectivity.In contrast,largetransportJc valueshave

been reportedfor YBCO thin films epitaxiallygrownon oxidesinglecrystals8_and even for those

grownon metalwith a biaxialalignedbufferlayer9_by physicalor chemicalvapordeposition.It is

importantto alignthe in-planea- andb-axesof individualgrainsbyusingthinfilm processesinorder

to inhibit weak-link behavior. Such processes,however, which must be performed under

high-vacuumconditions,may not be suitable for wire applications,where long length, high

productivityandlowcostare required.

The spray pyrolysismethodis a film fabricationtechniquewhichdo notrequirea vacuum,

andwhichthereforemake it possibleto producelonglengthsof tape shapedwires.Inthispaper,we

report a high Jc value for TI-based superconductors/Agcompositetapes preparedby spraying

methodsunderambientpressure,thusverifyingthe highpotentialof thesemethods.

3.1 Experimental

The precursorfilms containingappropriateproportionsof all the metals except TI were

depositedunderambientpressure.The depositedfilms are porous,and so they were pressedor

rolledto make themdenserandthen firedina controlledthalliumoxidevapor.

Forthespraypyrolysis,a 0.02 mol/IaqueoussolutionwaspreparedfromBa(NO3)2,Sr(NO3)2,

Ca(NO3)2.4H20andCu(NO3)2.3H20witha metalstoichiometricratioof Ba:Sr:.Ca:Cu=l.6:0.4:2:3.The

spraysolutionwas convertedintoa mistwith an ultrasonictransducer.The mistwasintroducedonto

the Ag tape whichwasheatedto 700°C.Thedepositedprecursoroxidefilmswere fired at 860°C for

30 hoursina controlledthalliumoxidevapor.Thefilmthicknesswasapproximately1 _Jm.

The transportJc of the filmswasmeasuredbyusingthestandardfourprobemethodwitha

criterionof 1LLV/cm. ThecrystalstructureandcompositionwereanalyzedbyX-raydiffraction(XRD)

and energy-dispersiveX-ray analysis(EDX). Their microstructurewas observedwith a scanning

electronmicroscope(SEM) andX-raypole-figureanalysis.
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3.2 Results and discussion

Figure 3 showsthe XRD pattern of TI-1223/Agcompositetape prepared by the spray pyrolysis

method. All the peaks can be assigned to the (001)diffraction of the T1-1223phase, except for the

(hkl) diffraction of Ag metal. The film was confirmed to consist of single phase T1-1223with c-axis

crystal orientation.The specimen for Jc measurementswas cut from the 1 m long composite tape.

The Jc variation was within 5 % for all the pieces.The highest Ic value of any samplewas 6.0 A and

its Jc was 9x104 A/cm2 at 77 K without a magnetic field. Figure 4 shows the magnetic field

dependenceof the TI-1223/Ag composite tape with the field applied parallel to the c-axis. The Jc at

1T was 7x103A/cm2which is 10 times the value of our silver sheathedT1-1223wire. To improve the

Jc for practical high-Tc superconductingwire, it is importantto achieve three dimensional alignment

of the in-plane a-axes (biaxialorientation)of individualT1-1223grains.

Recently we have found that biaxially oriented T1-1223films can be successfully formed on a

SrTiO3(100) single crystal substrate by spray pyrolysis. Figure 5 shows the magnetic field

dependenceof Jc for T1-1223film with the field applied parallel and perpendicularto the c-axis up to

8T at 77K. The curves reveal a relatively weak dependenceunder low fields. When the fields were

applied parallel to the c-axis, Jc reached5x104Ncm 2at 1T.The gentle magnetic field dependenceof

Jc below 1T for the biaxial oriented T1-1223film suggests that the weak-link problem is almost
eliminated in the film.

To achieve biaxial orientation in TI-1223/Agcompositetapes, the "buffer layer" or "metal substrate"

itself have to be aligned biaxially, lijima et al.9_reportedthe successfulgrowth of a biaxially aligned

YSZ buffer layer on a hastelloy substrate by the ion-beamassisteddeposition process,and biaxially

aligned YBCO films with hightransportJc valueswere formed on it.

YBCO films grown by the laser ablation method on Ag(001), Ag(110) and Ag(111) single crystal

substrates show specific in-plane epitaxial orientationwith respect to the crystallographicaxes of the

substrate_°1.This result has important consequences in terms of in-plane alignment on metal

substrates. It is well known that a (100)[001] texture can be easily formed by rolling and annealing

with fcc metals suchas Cu where the metal surface consistsof a square arrangementof atoms. In

the case of Ag, the annealed texture is different from that of Cu, which is mainly (110)[112] and

which is described as a rectangular lattice. Yoshinoet al.TMshowedthat YBCO films grown on a (110)

textured Ag substrate by ionized-cluster-beam-deposition,were aligned with in-plane orientation.

However, this textured substrate was not suitable for use with our spraying method because of its

instability of texture and surface irregularityat higher temperature.We examinedthe optimum rolling

and annealing conditions with which to obtain the (100) texture. Figure 6 shows the XRD (8-28)

pattem and surface morphorogy of the nearly (100) textured Ag substrate. The texture and surface

flatness of the Ag substrate remainedeven at 850°C which correspondsto the heating temperature

for the precursorfilms.

The results of this study demonstrate the considerable potential of the spray pyrolysis method,

which does not require a vacuum, for the fabrication of practicalsuperconductingwires and tapes.
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