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SUMMARY

Zirconia coated sapphire reinforced alumina matrix composites have been tested both after heat

treatment to 1400°C and at temperatures ranging from 800°C to 1200°C in air. Inteffacial shear

stress has also been measured with fiber pushout tests performed in air at room temperature, 800°C

and 1000°C. Matrix crack spacing was measured for the tensile tested composites and used to

estimate in'terfacial shear stress up to 1200°C. Electron microscopy was used to determine the

source of fiber fracture and to study inteffacial failure within the composite.

INTRODUCTION

The primary advantage of an oxide composite is its inherent oxidation resistance. The

environmental stability provided by these materials offers the potential for higher operating

temperatures without the need for additional oxidation resistant coatings or cooling mechanisms.

These capabilities lead to a potential cost and weight savings that make oxide composites

particularly attractive to the aerospace industry which requires light weight structural materials with

high temperature mechanical and environmental stability.

Limited availability of oxide fiber reinforcement was a determining factor in the choice of

composite materials. Oxide fibers are available in either a polycrystalline or single crystal form.

The polycrystalline fibers are all smaller in diameter which allows these materials to be woven,

infiltrated with a matrix and processed into complex shape parts. These fibers, however, are

restricted by microstructural instabilities which result in strength loss and poor creep resistance.
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The single crystal fibers offer improved microstruetural stability and greater strength retention,

however, these fibers are only available as larger diameter monofilaments. The large diameter

precludes the weaving of the fiber and limits the fabrication of the composite to very simple shapes.

Composition of the single crystal fibers which are commercially available in large quantities is

presently restricted to alumina. Therefore, in order to utilize single crystal fibers in this study an
oxide matrix material with a large coefficient of thermal expansion, such as polycrystalline alumina,

was needed.

Incorporation of a single crystal oxide fiber in an oxide matrix of the same composition

necessitated the use of a fiber coating to limit fiber to matrix bonding or sintering. Without an

interracial coating acting as a barrier, the sapphire fibers and polycrystalline matrix can sinter. The

single crystal fiber grows at the expense of the smaller matrix grains, leaving a roughened interface

(ref. 1). Zirconia was selected as a suitable interface based on its thermochemical stability in

contact with alumina and its refractoriness. Although phase diagrams exhibit regions of solid

solubility between alumina and zirconia at higher temperatures (ref. 2), no evidence of reaction

layers or binary compounds formed between the alumina and zirconia were apparent in any of the

samples which were processed or fabricated at temperatures up to 1400"C. Pure zirconia was

proven to be both chemically stable in contact with sapphire and mechanically capable of providing

a weak interracial layer between fiber and matrix (ref. 1). Further thermal exposure of composite

samples established the long term thermal stability of the zirconia fiber coatings. Composite

strength reached a threshold level after approximately 48 hours at 1400"C. Grain size of the zirconia

also reached a maximum at this point. After the microstructure of the ZrO2 interface stabilized,

composite strengths also approached a relatively contant level (ref. 3).

The next step in the evaluation of these composites was to investigate high temperature

mechanical properties. The objective of this work was to measure composite tensile and interfaciai

properties at temperatures that could affect individual components of the composite. Electron

microscopy was used to interpret the results and understand the mechanical behavior at

temperature.

EXPER//vENTAL PROCEDURES

C-axis sapphire fibers with a mean diameter of approximately 132 microns (5.2 mils) were

purchased from Saphikon, Inc. Unstabilized zirconia coatings were applied to the fibers by MSNW,

Inc. The thickness of the sol-gel derived zirconia coatings was approximately 1.5 to 2.0 microns.

The adherence of the coating resulted in uniform and continuous coverage along the fiber surface.

The matrix was produced from high purity alumina powders which were combined with organic

binders and ball milled to produce a slurry of submicron size panicles. The slurry was tape east

and cut into 15.25 cm (6.0 in) lengths. Zirconia coated fibers were wound on a drum, coated with

the matrix precursor and also cut into 15.24 cm (6.0 in) long mats. The fiber mats and tapes were

then stacked in the appropriate proportions and hot pressed to yield a unidirectional fiber reinforced

composite with an approximate fiber volume fraction of 30%.
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Composites tensile samples, which were flat bars with straight sides, were tabbed at both ends
for gripping. Tabs were cut from graphite fiber reinforced PMR-15 and bonded to the tensile
samples by a heat activated activated adhesive. The tabbed ends of the specimen were held in water
cooled grips outside ofthe furnace. The samples were 15 cm (6.0 in) long, 1.3 crn (0.5 in) wide

and approximately 0.203 cm (0.080 in) thick. The composites were tensile tested in air at room
temperature, 800°C and 1200"C. The furnace hot zone is approximately 25 mm (1.0 in) in length.
The composites were tested under load control with a loading rate of 1 kN/min.

Interracial shear stress (ISS) was determined from both fiber push-out tests and from

calculations based on matrix crack spacing measured from composite tensile samples. The fiber
push-out tests were performed in air at room temperature, 800°C and 1000°C in a high temperature
fiber push-out apparatus designed by Eldridge (ref. 4). In this apparatus, the sample and indenter

are located within a vacuum chamber. The indenter was a cylindrical tungsten carbide punch with a
flat bottom. Diameter of the punch was 100 microns. Sample heating was accomplished by a quartz
halogen lamp which was situated outside of the vacuum chamber. An eUipsoidal reflector was used
to focus the heating radiation. The hot zone was a spot with a diameter of approximately 1.3 cm
(0.5 in). As in the room temperature tests, which have been described previously (ref. 5), the
indenter was driven by a constant displacement rate mechanism.

Scanning electron microscopy (SEM) anaiysis was used to observe microstructural changes and
interpret the resulting composite behavior. Composite tensile fracture samples were examined to

identify changes in fiber pull out length and measure matrix crack spacing. Primary fiber fracture

surfaces were also identified from the composite tensile samples. Location of fiber fracture origins
and critical flaw sizes were determined from these samples. Push-out samples were also studied
with the SEM. The location of the failure within the interfacial region was determined by studying
both the pushed in and pushed out sides of the test samples.

RESULTS AND DISCUSSION

A cross-section of the as-fabricated composite (fig. 1) displays the random distribution of the

sapphire fibers. The sol-gel derived ZrO2 coatings remain intact on the fiber surface after winding

and composite fabrication. Throughout the study of these composites it was attempted to keep the
fiber volume fractions at a constant level ofapproximately 30 %. In the current set of composites

fabricated for high temperature testing, however, fiber volume fractions were slightly lower than the

desired levels. Fiber volume fractions ranged from 25 to 27 %. The thermal stability of the zirconia

coated fibers is displayed in fig. 2. Uncoated and zirconia coated sapphire filaments were heat

treated under similar conditions and subsequently tensile tested in air at room temperature. Each
data point represents approximately 15 to 20 single fiber tests with a 0,64 cm (0.25 in) gauge
length. After thermal exposure at 1400°C for 100 hours the coated fibers possess tensile strengths

similar to those of the uncoated fibers treated under the same conditions. Therefore, for the

temperatures and times studied in this work, the zirconia coatings did not cause any additional

degradation of the fiber strength.
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The ability of the zirconia coatings to limit interracial bonding and therefore improve composite

toughness and strength is dramatically represented in the stress versus strain curves of fig. 3.

Without fiber coatings the composite falls in a brittle manner with no fiber pull out. Average tensile

strength for these composites was 130 + 49 MPa. The utilization of a ziroonia fiber coating in this

system resulted in a substantial increase in both composite stress and strain. Average tensile

strength rose to 421 _+ 36 MPa. Modulus for these composites was 158 + 9 GPa. Although heat

treatment of these composites resulted in grain growth of the zirconia fiber coating the interface

maintained its ability to provide crack deflection and fiber pull out. Composite tensile strength was

measured at 306 _+22 MPa Her treatment at 1400°C for 200 hrs in air (fig. 4). This value

represents a strength retention of approximately 73 % of their as-produced strength.

Tensile strengths and moduli of the composites tested at room temperature, 800°C and 1200°C

are displayed in fig. 5. The as-fabricated tensile strength of these composites, 215 + 70 MPa, was

slightly lower than anticipated. This difference in as-fabricated strengths between these composites

and those previously measured is due largely to the lower fiber volume fractions of the composites

in this study. Although fiber volume fractions of 30 % or higher were desired, the current fiber

volume fractions were on the order of 25 to 27 %, while the previously tested samples had fiber
volume fractions of 33 to 35 %. The lower fiber volume fractions were the result of subtle

differences in matrix processing which resulted in higher yields from the alumina slurry and thicker

tapes. In fig. 5, the composite tensile strength decreases from 215 MPa at room temperature to 86

MPa at 1200°C. Since the composite tensile strength is a fiber dominated property, the decrease in

composite strength can be directly correlated with fiber behavior at these temperatures (fig. 6).

Sapphire fibers suffer strength losses until they reach a level of approximately 689 MPa (100 ksi) at

temperatures beyond 1200°C. It is anticipated that at higher test temperatures (from 1200 to

1400°C), the composites would also maintain a baseline strength similar to the behavior of the
fibers.

By using the simple rule of mixtures, a room temperature composite modulus can be calculated.

Reported modulus values for sapphire vary from 460 GPA, measured parallel to the e-axis (ref. 6),

to 400 GPa, for pore free commercially available material (ref. 7). By using an empirically derived

value of 59 GPa for the porous alumina matrix and considering the range of reported values for

sapphire, the modulus for a composite reinforced with 25.5 % volume fraction of fibers varies from

146 to 161 Gpa. The measured value of 154 +_8 GPa for a room temperature composite tensile test

is in close agreement with this range of estimated values from the rule of mixtures. The decrease in

composite modulus at 8000C and 1200°C reflects the general temperature dependence of the

modulus of monolithic polycrystalline alumina and sapphire (re£ 8).

Fiber pull out was readily observed in the composites tested at room temperature and 8000C (fig.

7). At 12000C, fiber pull out was reduced substantially but not eliminated. Fracture surfaces

revealed pull out lengths of I mm or less. The reduced pull out length is believed to be caused by a

combination of higher interracial shear stress and lower fiber strength. Close examination of the

pulled out fibers indicates the tendency of the fiber coating to remain with the fiber. Study of

selected areas of the fiber surface where the coating was absent reveal very little pitting of the

sapphire fiber (fig. 8). Past studies demonstrated the tendency ofthe zirconia to cause pitting of the

sapphire after prolonged thermal exposures (ref. 9). In specific cases the cause of this surface



degradation was attributed to the presence of an impurity induced transient liquid phase capable of

altering the surface of the sapphire. However, even in the absence of this liquid phase and with no

reaction layer present, surface degradation was still observed. Therefore, it is believed that solid

state interactions between the unstabilized zirconia and sapphire may also induce pitting of the fiber

surface (refs. 10 and 11). Although this pitting caused little additional fiber strength loss it did

result in increased mechanical gripping ofthe fiber and higher ISS values. In the current study,

however, with only short term exposure to the testing temperature, little or no surface damage to
the fibers was observed.

Study of primary fiber fracture surfaces from composite tensile tests gave further proof that the

fiber surfaces were unharmed by the processing or testing conditions. For roughly 80 % of the

fibers examined, matching primary fracture surfaces (both halves of the same fiber) were identified

(fig. 9). From all of the fracture surfaces, only internal voids were determined to be the critical

flaws causing fiber failure (fig. 10) regardless of test temperature. These voids were created during

fiber fabrication. There appeared to be no surface flaws capable of causing fiber failure. The

majority of internal flaws were approximately 1 micron voids. Occasionally, flaws up to 10 microns
were observed,

Fiber push-out tests performed at room temperature resulted in debonding and sliding of the

fibers without matrix or fiber cracking (fig. 11). The load versus displacement curve of fig. 12

displays a linear region up to point (1). At this point, debonding begins. The non-linear region of

the curve up to point (2) may indicate crack propagation at the fiber/matrix interface. Finally, a

linear region after point (3) indicates frictional sliding of the fiber. At room temperature, similar

debonding and frictional shear stresses were measured, both in the 50 to 60 MPa range (fig. 13).

The average interfacial shear stress measured at 800°C was 62 + 7 MPa. By using previously

derived equations for the case of multiple matrix cracking (ret'. 12), and crack spacings of 332 and

208 microns, interfacial shear stresses were estimated as 40 and 55 MPa for the composites tensile

tested at room temperature and 800°C, respectively. Both values support the empirically derived

values for these test temperatures.

At 1000°C it became impossible to push the fibers out of the matrix because of plastic

deformation mechanisms which become active in sapphire at these temperatures. Micrographs of

the pushed in side of the fiber show the imprint ofthe indenter and evidence of possible twinning in

the sapphire (fig. 14a). The other side of the push-out sample showed no evidence of the fiber

being dislodged or ofdebonding in the interfacial region. Essentially the fiber was compressed

leaving the other side of the sample completely featureless. Careful examination of the fiber from

the pushed in side shows that debonding has occurred within the interface (14b). It is believed the

initiation ofdebonding was detectable on the load versus time curve (fig. 15). Plastic deformation

that occurred within the sapphire after this point made it impossible to measure further debonding

or frictional shear stresses. Therefore the shear stress assigned to the 1000°C push-out tests,

approximately 50 MPa, merely represents the initiation of debonding, not sliding of the entire fiber

as was the case for the tests at room temperature and 8000C. By further examination of the 1000°C

push-out samples in the SEM, it was observed that the zirconia remains capable of producing crack

deflection around the fibers (fig. 16). Even though the push-out tests at 10000C were not capable

of providing quantitative information regarding debonding and frictional shear stresses, useful
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informationdescribingthe interaction of cracks with the zirconia interface was gained. By

measuring matrix crack spacing from composite samples tested in tension at 1200"C, inteffacial

shear stress was estimated to be approximately 106 MPa. The increase in inteffacial shear stress

was verified by the decrease in fiber pull out which was observed at these temperatures.

CONCLUSIONS

The composite strength loss at elevated temperatures can be directly related to the fiber behavior

at these temperatures. The need for advanced fibers with improved high temperature properties is

further emphasized by these results. Although quantitative measurement of interracial shear stress

was not possible beyond 800°C, fiber debonding and crack deflection observed in these samples

indicate that zirconia remained effective as an interracial material for a sapphire reinforced alumina

matrix composite.
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Figure I. Cross section of as-fabricated composite displaying random

distribution of ZrOa coated sapphire fibers.
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Figure 2. Room temperature residual tensile strengths of Zr02 coated and

uncoated sapphire fibers after heat treatment in air.
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coated sapphire fibers.
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Figure 4. Room temperature residual tensile strengths of ZrO= coated sapphire fiber

rcinforced Al:O3 matrix composites after heat treatment in air at 1400°C.
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Figure 6. Tensile strengths of sapphire fibers tested at temperature in air.
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Figure 7. Tensile fracture surfaces from composites tested at room temperature,

800°C, and 1200°C High magnification view of reduced fiber pull-out length from
1200°C tensile tests.

Figure 8. Surface of sapphire fiber pulled out of matrix during composite tensile

test. Lighter phase indicates residual ZrO. remaining on fiber surface. Very little

pitting or surface damage present on fiber after composite testing and fabrication
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Figure 9 Matching primary fiber fracture surfaces from composite tested at

Internal flaws identified as fracture origins
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Figure I0. Fracture mirror displaying internal void as critical flaw within the fiber.

Composite tested at 1200°C
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(a) (b)

Figure I I Room temperature fiber push-out test showing both the a) top or
pushed in side and b) bottom or pushed out side of the composite.
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(a) (b)

Figure ]4 Fiber push-out sample tested at l O00°C; a) pushed in side showing.plastic
deformauon caused by indenter, b) pushed in side showing crack propagation through

the ZrO: coating
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Figure 15 Load versus time curve for IO00"C fiber push-out test Only initiation of
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ROOM TEMPERATURE TENSILE BEHAVIOR AND DAMAGE
ACCUMULATION OF HI-NICALON REINFORCED SIC MATRIX COMPOSITES

G.N. Morscher*, Case Westem Reserve University, Cleveland, OH

J.Z. Gyekenyesr, Cleveland State University, Cleveland, OH

ABSTRACT
Composites consisting of woven Hi-Nicalon fibers, BN inteq:)hases, and different

SiC matrices were studied in tension at room temperature. Composites with SiC matrices
processed by CVI and melt infiltrationwere compared. Monotonic and load/unload/reload
tensile hysteresis experiments were performed. A modal acoustic emission (hE) analyzer
was used to monitor damage accumulation during the tensile test. Post test polishing of
the tensile gage sections was performed to determine the extent of cracking. The
occurrence and location of cracking could easily be determined using modal AE. The loss
of modulus could also effectively be determined from the change in the velocity of sound
across the sample. Finally, the stresses where cracks appear to intersect the load-
bearing fibers correspond with high temperature low cycle fatigue run out stresses for
these materials.

INTRODUCTION
The high temperature mechanical properties of SiC/SiC composites are limited

due to oxidation reactions which occur in the presence of species such as oxygen and
water vapor. What enables such reactions.to occur at the fiber/interphase/matdx region
of a composite is environmental Ingress through pores in Ihe matrix and/or through matrix
cracks. For SiC/SiC composites where chemical vapor infiltration (CVI) is the matrix
processing route, the fd)er-matdx interphase region should be sealed off from the
environment even though significant matrix porosity exists. Therefore, the environmental
reactions are dependent on matrix cracking, although a highly porous matrix will allow the
environment access to Inner regions of a composite which would not be acoassible if the
matrix was dense. The composite fabrication method dictates the amount of porosity
which exists in the matrix. The loading history of the composite, coupled with the flaw
distribution in the matrix, dictate the amount and nature of cracking that exists in the
matrix.

An understanding of the damage accumulation in a composite is critical In
determining when matrix cracking occurs and Ihe nature of matrix cracking, i.e. local
microcracks or through-thickness cracks. Gulllaumat and Lamon I1_ have characterized

"Resident Research Associates at NASA Lewis Research Center; Cleveland, OH



the damage accumulation in a NicalonTM t, C interphase, CVI SiC matrix composite as a
function of strain. They foundthat

1. Microcracks emanate from macropores between different fiber plies and
propagate across the plies (E = 0.025% to 0.12%)

2. Cracks then form and propagate in transverse (90° ) bundles and dense matrix
regions (s = - 0.12% to 0.2%)

3. Finally, cracks form in the matrix surrounding 0=bundles (¢ > 0.2%)

The mlcrocracks formed at large pores in the matrix and in 90° tows are
sometimes referred to as tunnel cracksr_. A slight reduction In elastic modulus would be
expected from such cracking. When the microcracks intersect and debond the
fiber/matrix interphases of the load-bearing fibers, significant elastic modulus reduction
and unload/reload hysteresis behavior was observedI_.

This study will compare the stress-strain behavior of woven Hi-Nicalon TM, BN
interphase, SiC matrix composites with melt infiltrated (MI) and CVI SiC matrices. Modal
acoustic emissionm will be used to monitor the damage accumulation and unload/reload
hysteresis loops will be performed to determine the onset of damage in the 0° bundles as
well as the interracial properties of the two composite systems. The findings will then be
related to the elevated temperature properties of these two composite systems.

EXPERIMENTAL

Table h Woven Hi-Nicalon TM. BN-intemhase. SiC Matrix Composites

Composite Composite Processing
Details

CVI SiC CVD BN interphase°
CVI SiC matrix*

MI SiC CVD BN-interphese*

Weave

8 HS

5 HS

2 pm CVI SIC overcoat"
Si melt infiltratedSiC matrix**

allcomposites_ 0/90 lay upswtth8 plies(17 endsper Incll)
* DupontLanxide: BN Interphase;CVI SiC
- specificprocessingdetailsare proprietary

(loading
direction)

0.15

0.17

'_ Carborundum: Melt Infiltration SiC

Table I describes the processing approaches, vendors, and woven architectures
of the two composites compared in this study. The tensile sample dimensions and
mounting arrangement are shown in Figure 1. The samples were cut from 152 mm x 229
mm plates into dogbo_ tensile specimens where the lergth was 203 ram, the width at the
ends was 12.7 mm and the width at the gage section was -10.2 mm. The plate
thicknesses were nominally 2.35 and 2.2 mm for the CVI SiC and MI SiC composites,
respectively. Tensile tests were performed with a screw-driven universal testing machine=,
Glass fiber reinforced epoxy tabs (1.5 rnm thick) were mounted on both sides of the

' Nicalon TM and Hi-Nicalon TM produced by Nippon Carbon, Japan
• Instron Model 8562, Instron Ltd., Canton, Mass.
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sample in the grip regions. The specimens were gripped with rigidly mounted
hydraulically actuated wedge gdps. A clip on strain gage, with a range of 2.5% strain and
25.4 mm gage length was used to measure strain.

Wide-band (50 kHz to 2.0
MHz) t , high fidelity sensors (9.2 mm

in diameter) were placed just outside <_Tabs_.
the tapered region of the dogbone
sample to record acoustic emission
events. Vacuum grease was used as
a couplant and electrical tape was
used to mount the sensors to the

sample. Acoustic emission waveforms 25 mmIwere recorded using a 2-channel, x = 65 mm
Fracture Wave Detector_ (FWD). The
FWD consisted of a personal
computer (Pentium, 120 MHz) with a
12-bit, 30 MHz analog to digital
acquisition board. Each sensor was
connected to a preamplifier and filter
trigger module which was fed into the
computer. The preamplifier was set at
20 dB, the filter signal was amplified 3
dB, and the filter trigger was amplified
21 dB. The load and strain were also
recorded with the FWD computer. Figure 1: Specimen configuration.
The post-test analysis was performed on Wave Detector TM software provided by the FWD
manufacturer.

point of lead break

RESULTS AND DISCUSSION
Typical monotonic tensile stress-strain curves are shown in Figure 2 for the two

composites. The stress-strain behavior is very similar to that shown by other researchers
for Nicalon/SiC woven composites_'_°1.Both composites failed at similar stresses (- 380
MPa); however, the MI composites always failed in the gdps whereas the CVI composites
always failed in the gage section. The "knee" in the stress strain curve occurs at a lower
stress for the CVI SiC composites and the strain to failure of the CVI SiC composites is
greater than the strain to failure of the MI SIC composite. The mechanical properties of
the two composites are listed in Table II.

Figures 3a and b show monotonic and hysteresis stress-strain curves of the two
composite systems. The monotonic and hysteresis stress-strain curves are almost
identical for both composite systems. The hysteresis stress-strain curves have slightly
larger strains for the same stress compared to the monotonic stress-strain curves. For
the hysteresis experiments, AE activity occurred in the gage section upon initial unloading
and at the end of the subsequent reloading. This indicates a greater amount of damage
in the hysteresis specimens Im and could account for the increased strain incurred for
hysteresis tensile tests.

u Digital Wave Corporation, Englewood, CO



The maximum loop width was ,,o
determined for each unioad/reloed hysteresis -.
loop at the stress which was half the

maximum stress of the specific loop (Figure i m

4). The onset of (P cracking is considered to to,
occur when the hysteresis loop width is ,u
greater than zero. This occurs at - 110 MPa m
for CVI SiC composites and -- 140 MPa for ,o
the MI SiC composites. It is also interesting
to note that the loop width of the MI SiC
composites were greater than that of the CVI
StC composites at higher stresses. It was
observed from polished sections of failed
composites that CVI SiC composites had
almost three times the number of cracks of
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Figure 2: Monotonic stress-strain
curves for MI SIC and CVI SiC
composites.
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Figure 3: Monotonic and unload/reload hysteresis tensile stress-strain curves for
MI (an)and CVI (b) composites.

MI SiC (Table II).
The modal AE analysis was

used to discern the location of events
which occurred in the gage section of
the compositest_li. This is an important
factor to determine because the number
of events recorded for the monotonic

experiments was - 7000 and 9000 for
the Mi end CVI SiC composites,
respectively, whereas only - 1500 end
1250 events actually occurred inthe
gage section for the two composites,
respectively. Modal AE analysis, as
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Figure 4: Hysteresis loop width for the
two composites voreus the peak stress of
the hysteresis loop.
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opposed to traditional AE', Involves the digitization of the real AE waveforms and analysis
of the "modes', i.e. extensional (longitudinal) and flexural, of sound travel that make up
the individual waveforms.

In order to determine the location of the events, the change in the speed of sound
must be known for the stress-strain condition. This was done, as described in ref. 11, for
the extensional wave from AE events which occurred outside of the two sensors during
the tensile test. If the speed of sound is known as a function of strain, then, the elastic
modulus as a function of strain can be determined. The speed of sound of the
extensional wave, C., is related to elastic modulus, _, by:

c. = IF=I p(1-v2)]''= (1)

where p is the density and v is
Poisson's ratio. The _ln at a
given strain can be normalized
by Eotn at ¢ = 0 and (3, at a
given strain can be normalized
by C. at ¢ = 0. The normalized
EoIr_and normalized C° lr_
should have the same
relationship as shown in
Figure 5 for the unload/reload
hysteresis tensile tests where
Eo was determined from the
tangent modulus upon initial
unloading of the hysteresis
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Figure 5: Normalized F.=u=,{F.o(¢)IF_(cW))}lm, and

normalized C.. C.(¢)1Co(¢:0), plotted versus
composite strain for the two composites from
unload/reload hysteresis tensile experiments.

looplel. There is excellent agreement between the reduction In modulus and the reduction
in the speed of sound for both composites. In fact the modulus and speed of sound
decreases are the same relative to the initial modulus (Table II) and speed of sound of the
undamaged material for both composites, respectively. This is not too surprising since
both composites appear to have reached or nearly reached matrix crack saturation and
both composites failed at similar stress levels which would result in a similar overall stress
distribution on the fibers over the entire gage length (assuming a constant interfacial
shear strength).

The specific gage events were identified from (i) the difference in time of arrival
between the two sensors (Figure 1) for a given event and (li) the change in the speed of
sound as the damage in the rnatedal increases ("]. Figure 6 shows the AE data for the two
composites tested monotonically in tanslon to failure. The AE data show the same
general trend for the two composites. Initially, rapid AE activity Is occurring up to the
"knee" in the stress strain curve. The rate of AE activity then decreases substantially.
For the CVI SiC composite, an Increase in the rate of AE activity occurred Justprior to

"In traditional AE, the real sound wave is fit to = damped sine curve and AE parameters such as

counts,amplitude, duration, energy, etc.., are tabulated and saved. Resonant frequency
transducers are used with traditional AE which cannot detect the wide frequency range of the real
waveform that is produced by a fracture event. See references 7 and ! 1 for greater detail
concerning the differences between the two types of AE analysis.

5



failure; whereas this did not happen for the MI material. The onset of AE eclk, ity in the
gage section occurred at lower stresses and strains for the CVI composite (Table II).
However, the total amount of AE events recorded was greater for the MI composite. It
should also be noted that the "loudest"or highest energy events occur predominantly at
the lower strains where the rate of AE activity was most rapid[_1).

Table Ih Results froJTITensile Tests

Composite
[# teats]

CVl Std.

{2m, 2h]
MI •

Ultimate

Strength
(MPa)

370 + 5

>390+-5

i

Elastic
Modulus

(GPa)

195+_5

214 + 6

[4m, 2h]
# Low Cycle Fatigue (2 hr hold,
* did not fail in gage section

i

laAE
Noise
SVess
(MPa)

55

74

1= 0° Cracking
Stress (MPa)

[LCF stress] e
- 110

[103_
- 140

Avg. Avg.
Crack

Spacing (MPa)
(mm)
0.34 36+-8

0.87 11 + 3

[143]
ii|

unload/reload qlcle) run out stress (500 hours

The tapering off of the AE activity is
most likely due to the decrease in matrix
cracking or matrix crack saturation (...0.35%
strain). The inflection in the stress-strain
curve is also indicative of matrix crack
saturation. The occurrence of AE activity
near the ultimate strength for the CVI
material is probably due to the initiation of
fiber failures in the gage section Ilq. This did
not happen for the MI material because it did
not fall in the gage.

Also noted on Figure 6 is the point
on the stress-strain end AE eveqt-strain

J -_
I

• r.,Y.'*.*=,'.',r,-.".,*',',, . O
e.e

Figure 6: AE activity for monotonic
stress drain curves of two composites.

curves where the onset of 0= cracidng was determined (Figure 4). Note that - 350 AE
events occurred prior to this stress in the CVI matedal and - 200 AE events occurred
prior to this stress in the MI material. For the CVI materkd, the number of AE events
occurring prior to the onset of 0° cracks accounts for over 25% of the totalnumber of AE
events occurring in the gage section, Evidently, a signi"flcantnumber of microcracks in
the matrix end 90= bundles were formed in these materials prior to the extension or
formation of cracks which significantlyIntersect the Ioad-t)eering fibers.

The gage sections of the faged composites were cut and polished longitudinally in
the gage section to determine the amount and extent of (:racking (Figures 7 and 8). For
both systems, each crack could essentially be traced cor_pletely through the composite
from one edge or side of the composite to the other. The cracks appeared to be
transverse within a ply, but could deviate up or down between plies. The number of
cracks were counted over the length of the gage sections and the average crack spacing
was found to be 0.34 turn and 0.87 mm for the CVI and MI (x)mposites, respectively. In
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otherwords,nearlythreetimesasmanycracksoccurredinthe gage section for the CV!
composites compared to the MI composites.

The most striking
difference between the two

composites is the porosity of the
CVI matrix composite. In the CVI
composites, similar to role. 1 and 2,
oracldng appeared to emanate
pdmadly from the large, Jagged
regions (figure 7b) of the pores
which existed between 90= tows
and in-between plies or on the
surface at the intersection of a 0
and 90= tow. For the MI

composites, such pores and jagged
regions did not exist and it was
Impossible to discern where the
origin of the cracks occurred.
Presumably they occurred at
surface flaws, large matrix regions,
and/or in the 90= bundles.

The interfacial shear
stress, t, was determined from the

hysteresis loop width, 6¢==, and
average matrix crack spacing,
d©,forthe composites from the
relationshipm:

(a) (b)
Figure 7: Lower magnification (a) and higher
magnification (b) optical mlcrograph= of polished
longitudinal section of CVI composite tested In tension
to fatlure. Arrows Indicate cracks.

= ((;p=/26em,x)[bz(1-a,vf)=(R,/dc)/{4v,=F-_](2)

where, o_ is the hysteresis loop peak stress, bzand a, are coefficients given by
Hutchinson and Jensen fl_, R, is the average fiber diameter (13 microns), and Emis the
elastic modulus of the matrix (400 GPa). In order to approximate defor each hysteresis
loop, the average crack spacing was assumed to be indirectly proportionalto the AE
activity (similar to Figure 6). For the opof a given hysteresis loop, the final dc measured
after fracture was multiplied by the final number of AE events in the gage and divided by
the number of AE events which occurred in the gage up to %. The larger 8r..= and defor
the MI composites resulted in a t value less than one third that of the CVI composites.
This could be due to differing residual stress states from the different matrix processing
routes used to fabricate the composites. However, it is most likely that the difference in
was due to the formation of a carbon layer between the fibers end the BN interphese in
the MI composites. The processing temperature for MI SIC Is at least that of the malting
temperature of Si (- 1410=C). The Hi-NicalonTM fibers undergo some decomposition
above about 1400=C which results in the formation of a carbonaceous layer at the surface
of the fiber_t3]. Transmission electron microscopy studies on similar composites have
shown that a thin carbon layer does exist between the fiber and the BN for Hi-

7



NicalonTaiBN/MISiCcompositesandhasnotbeenobservedforHi-NicalonT"/BN/CVISiC
composites I_1.

The nature of damage
accumulaUon is expected to
Influence the elevated temperature
life properties of CMC's. Some
data exis_ 's'q for low-cycle
fatigue, LCF. tests performed on
these ,me types of composites at
815"C in air. The LCF cycle
consisted of e loading step to the
peak stress, • 2 hour hold at the
peak stress fallowed by an
unloading step down to 8 minimum
stress value. The run-out condition
for these experiments was set at
250 cycles (500 hours at the peak
stress). It was found that the run-
out stresses for the CVI and MI
composites were 103 MPa and 143
MPa respectively. These are
nearly identical with the onset of 0°
cracking as determined from the
hysteresis tensile tests (Table II).
Evidently, for this composite life
criteria, the stress where the onset of cracking occurs was not life limiting. Instead, it was
the stress where crack growth or crack formation resulted in the intersection of the Ioad-
beadng fibers. The LCF peak stress was about twice the stress at which cracking was
first detected in the gage section of these composites. This of course assumes that the
onset of cracking at 815°C is the same as at room temperature. Lipetzky et al_lq have
shown that for a Nicalon-CVI SiC composite the modulus, proportional limit and damage
regime slope of the tensile stress-strain curve up to 1200°C is essentially unchanged.
Since these properties do not change it is reasonable to assume that the onset of
cracking is essentially the same over this temperature range.

(a) (b)
Figure 8: Lower magnification (a) and higher
magnification (b) optical mlcrographs of polished
longitudinal section of MI composite tested In
tension to failure. Arrows indicate cracks.

CONCLUSION
The mechanical properties and damage accumu:ation of Hi-Nicalon, BN

interphase woven composites with CVI SiC and MI SIC matrices were determined and
compared. The ultimate and elastic properties of the two composites ware similar;
however, the onset of cracking occurred at lower stresses and strains for the CVI
composite system. This was due to the large, jagged pores which exist in the CVI SiC
matrix and were the site of initialcracking for these composites. MI SiC matrix
composites did not have such pores. Modal acoustic emission was found to be a useful
technique to monitor the onset and continuum of damage which occurred in the gage
sect/on of the tensile specimens tested. The decrease In the speed of sound as
increasing damage occurred with increasing stress could be used to determine the elastic
modulus with increasing damage accumulation.

Fewer cracks occurred in the gage section for MI composites due to the lower
interracial shear strength of these composites. It was presumed that the lower interfaclal
strength of the MI composites was due to the formation of a carbon layer at the fiber
matrix interphese due to the decomposition of the fibers dudng processing.

Finally, the stresses for both composite systems where cracks Intersected the
load-bearing bundles (0° cracking) could be correlated to the life-limitingstresses from
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elevatedtemperaturelowcyclefatiguetestsperformedinairat815°C;eventhough
crackinghadoccurredinthecompositesat stresseswhichwerehalfthestressfor0°
cracking.
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