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1. Summary

This report summarizes the measured performance for the Sensor Chip Assembly (SCA), which is identified
in Table 1. The SCA architecture is a substrate-removed HgCdTe detector with an area of 4096x4096 pixels
(with a reference pixel area of four pixels deep around all four sides, available to substitute corresponding
image pixels) and a pixel pitch of 10 um.

This SCA has been tested at the Goddard Space Flight Center (GSFC/NASA) Detector Characterization
Laboratory (DCL). Teledyne (the vendor) classifies its detectors into different grades based on testing
performed at its facility. The classification of this SCA and the tested dates are included in Table 1 below.
The tests performed on this array are derived from the document WFIRST-PROC-09220_ WFIRST-SCA-
ATP_-.docx.

A summary of the test parameters, requirements, and test results is presented in Table 2. The details of
each test are subsequently described in the report.

In the Summary (Table 2), SCA results are reported at an operating temperature of 95K, and 1.0 V bias
voltage. In the detailed section of each test, the results for 90 K (1.0V bias voltage) and 95 K (0.5V bias
voltage) are also reported. For all cases, the frame time used is 2.764 seconds. Reference pixel correction
was applied to every raw frame.

SCA identification: H4RG-20829
Classification: Flight

Tested Dates: 10/02/2019-10/25/2019
WOA WOA-WFIRST-WFI-0180

Position Number during the test at DCL in HyC
Position 1
Dewar
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Test . SCA Req.
Requirement 9 Test Results
Parameter #
Measured Power Dissipation (mW
Power <20mW RSCA-011 pation (mW)
Dissipation
Median (e Mean (e Modal (e
CDS Noise N/A N/A (e) (e) (e)
Median Mean Modal (%) Pixels
Total Noise < 6.5 e- median RSCA-030 (e) (e) (e) passing
<12 e- per px RSCA-021
>40% for 0.48-0.6m (%) Pixels passing
>60% for 0.6-0.8um RSCA-024
QE >80% for 0.8-2.1um
> 70 % per px RSCA-021
>80 ke (%) Pixels passing
Linearity Can be linearized to RSCA-021
< 1% for > 97% of px
Median Mean Modal (%) Pixels
<0.05 e-/s median RSCA-033 (e/s) (e/s) (e/s) passing
Dark Current
< 0.5 e- /s per px RSCA-021
Persistence Median (e/s) Mean (e/s) Modal (e/s)
10 min < 0.15 e-/s median RSCA-039
(50 ke)
Persistence . Median Mean Modal (%) Pi'xels
10 min < 0.50 e-/s median; RSCA-038 (e/s) (e/s) (e/s) passing
< 0.8e-/s per px
(300 ke)
-pi Mean (% Maximum (%
Inter.plxel 9.5% RSCA-035 (%) (%)
Capacitance
Pixel Mean (%) Maximum (%)
Crosstalk: < 1% above IPC RSCA-034
Cosmic Rays
. Guide Window size
Guide mode ’
. . position, illumination RSCA-067
Functionality
level, shape
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The detector voltages were measured (see Table 3) and the power dissipation calculation is shown in

Table 4 below.

Table 3: Voltage and Current

Current

(mA)

Detector Side

Voltage (mV)
SUB 0.0
CELLDRAIN 6.3
DRAIN 13.8
DSUB 1116.0
VDDA 3348.0
VBIASGATE 2232.0
VDD 3290.0
VRESET 100.3
VBIASPOWER 3339.0

0.002
-0.389
-0.722
0.010
0.001
0.001
1.891
-0.008
0.394

Table 4. Power dissipation

SCA Total Power dissipation

Total Power Dissipation (mW)

0.000
-0.002
-0.010
0.011
0.004
0.001
6.222
-0.001
1.314

7.54
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3. Conversion Gain

Photon transfer curve method was used to calculate gain. Ten flat field images at 1400 nm with 11 frames
were acquired to that end. Inter-pixel capacitance (IPC) correction calculated from single reset data was
applied. The conversion gain is reported in Table 5.

Table 5. Conversion Gain

Conversion Gain [counts/e-]

10V 0.5453
o5V 0.4941

Electrical gain correction per channel was applied for each test. Two sets of reset-on data taken at
different bias voltage were acquired. The averages for each voltage were obtained and the resulting
frames were subtracted. From the difference frame, the mean value of each channel was obtained,
generating a 32 scalar vector. The 32 scalar vector was normalized. For all results in this report, the vector
is applied as correction of the gain for each channel.
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4. Flat Field

Flat field images were generated using gain raw data. The gain data was acquired with the following
settings: 10 exposures of 11 read frames, 1400nm. After reference pixel corrections, the difference
between the last and the first frame (excluding the zero frame) was obtained for each exposure, and the
median value between the 10 exposures was calculated. Afterward, the flat field image was corrected by
dark current and electrical gain. The resulting image for bias 1.0 V and temperature 95 K is presented in
Figure 1.

Figure 1. Flat Field Image: 95 K, 1 V. Linear Scale [0.9, 1.1]. No correction for non-uniform illumination
of the detector was applied to the image.
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Noise is the fluctuation of the detector signal in absence of an external source. CDS noise and Total Noise
are reported in the following subsections.
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5.1 CDS Noise

The CDS noise is calculated from a set of five dark exposures collected with 100 read frames, O skip frames.
Data was taken for 95 K and 1.0 V. There is no requirement for CDS Noise. For data analysis, reference
pixel correction was applied to all frames. The non-overlapping frames were subtracted to create 50
differences. The standard deviation was calculated per pixel using the 50 difference frames, resulting in a
CDS frame per exposure. Conversion gain was applied to obtain CDS noise in electrons. The per-pixel
median of the five CDS frames was then computed and electrical gain correction was applied to obtain a
single CDS frame for which the mean, median, and Gaussian mean are reported in Table 6. The
corresponding noise image per pixel and histogram are presented respectively in Figure 2 and 3.

Figure 2. CDS Noise images: at 95 K and bias voltage of 1.0 V. Units: electrons. Linear scale [10:20]. No
correction for leach system floor noise was applied to generate the image.
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Figure 3. CDS Noise Distribution and Cumulative: temperature 95 K and bias voltage of 1.0 V.

Table 6. CDS Noise Statistics

CDS Noise at95 K 1.0V

Median (electrons) 15.29
Mean (electrons) 15.42
Gaussian Mean (electrons) 15.25
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5.2 Total Noise

The total noise should be less than 6.5 electrons in median value and less than 12 electrons per pixel.
The total noise was acquired with the following settings: 55 read frames, 0 skip frames, and 100 exposures.
For the data analysis, reference pixel correction was applied for all frames and the slope per pixel was
taken using all frames. The total noise per pixel was calculated as the standard deviation of the slopes
multiplied by the total time (55 frames, ~150 sec). Conversion gain was applied to obtain results in
electrons. Electrical gain correction was applied to the final result. Total noise image at 95 Kand 1.0 V is
presented in Figure 4. Figure 5 presents total noise images at 95K, 0.5V; and at 90K, 1.0 V. The histograms
are shown in Figure 6 (for 95 K and 1.0 V) and Figure 7 (for 95 K, 0.5 V; and 90 K, 1.0 V). Mean, median,
Gaussian mean, and percentage of pixels passing requirement are reported in Table 7.

Figure 4. Total Noise image: at 95 K and bias voltage of 1.0 V. Units: electrons. Linear scale [2:12].
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3 4 5 6 4 8 9 10 1

Figure 5: Total Noise at 95K, 0.5V (top) and 90 K, 1.0V (bottom). Units: electrons. Linear scale [2:12].
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Figure 6. Total Noise Distribution and Cumulative: at temperature 95 K and bias voltage of 1.0 V. The
total noise should be less than 6.5 electrons in median value and less than 12 electrons per pixel.
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Table 7. Total Noise Statistics (*)

Median (electrons) 5.73 6.42 5.62 6.29
Mean (electrons) 6.05 6.72 5.95 6.58
Gaussian Mean (electrons) 5.69 6.39 5.58 6.25
% of px passing req. 99.58 99.59 99.58 99.60

(*) Total noise was evaluated at ~150 sec, which corresponds to 55 frames.
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6. Dark Current

Dark current is the thermally induced, self-generated detector signal in the absence of an external source.
It is highly dependent on the operating temperature of the detector. The dark current median shall be
less or equal to 0.05 electrons per second and less than 0.5 electrons per second per pixel.

Dark current was measured with the following settings: 101 read frames, 25 skip frames, and at least four
exposures. After applying reference pixel corrections, the zero frame was subtracted from the rest of the
frames, and the slope between all frames was calculated. Conversion gain was applied to obtain the result
in electrons. Electrical gain correction was applied to the final result. Dark current image for 95 Kand 1.0
V is shown in Figure 8. In Figure 9 the dark current images for 95 K, 0.5 V and 90 K, 1.0 V are displayed.
Dark distribution for 95 K and 1.0 V is presented in Figure 10, while dark distribution for 95 K, 0.5 V and
90K, 1.0 Vis in Figure 11. Dark Current statistics are presented in Table 8.

-0.004 -0.003 -0.002 -0.001 4.9e-06 0.001 0.002 0.003 0.004

Figure 8. Dark Response Image for 95 K and 1.0 V. Units: electrons/sec. Linear scale [-0.005:0.005].
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-0.004 -0.003 -0.002 -0.001 4.9e-06 0.001 0.002 0.003 0.004

-0.004 -0.003 -0.002 -0.001 4.9e-06 0.001 0.002 0.003 0.004

Figure 9. Dark Response Image for 95 K, 0.5 V (top) and 90 K, 1.0 V (bottom). Units: electrons/sec.
Linear scale [-0.005:0.005].
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Figure 10. Dark response distribution and cumulative for 95 K and 1.0 V. The dark current median shall
be less or equal to 0.05 electrons per second and less than 0.5 electrons per second per pixel.
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Figure 11. Dark response distribution and cumulative for 95 K, 0.5 V (left) and 90 K, 1.0V (right).
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Table 8. Dark Response Statistics
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Median
(e-/sec)

Mean
(e-/sec)

Gaussian
Mean
(e-/sec)

% px
passing
req.

0.000

0.002

0.000

99.94

0.000

0.000

0.000

99.99

0.000

0.001

0.000

99.98

0.000

0.000

0.000

100.00
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7. Quantum Efficiency

The detector quantum efficiency (QE) shall be measured over the wavelength range of 400nm to 2800nm
with the requirement that QE be > 80 % between 800 nm and 2100 nm in median value and QE > 70 %
per pixel. For each wavelength (starting from 400 nm with increments of 50 nm) the number of frames
was adjusted to obtain ~4000 counts of accumulated signal. The QE versus wavelength for 1.0 V and 95 K
is plotted in Figure 12.

QE
H4RG-20829

110%
100%
90%
80%
70%

60%

QE (%)

50%

40%

30%

20%

50% QE Cutoff = 2504.117nm

10%

0%

400 500 600 700 800 900 1000 1100 1200 1300 1400 1500 1600 1700 1800 1900 2000 2100 2200 2300 2400 2500 2600 2700 2800
Wavelength (nm)

Figure 12. QE vs wavelength. QE shall be >40% for 480-600nm; >60% for 600-800 nm; >80% for 800-2100 nm.
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8. Linearity

Linearity is the measure of the deviation of the output signal from a fit as the detector integrates signal
between 0 ke and 80 ke. Each pixel has a unique 7-coefficient polynomial against which linearity is
measured. Linearity per pixel is reported in the form of the maximum normalized residual (MNR). MNR is
calculated by taking the vector of residuals between a pixel’s measured integrated signal and its
polynomial fit for the signal range between approximately 2 ke and 80 ke, then normalizing the vector of
residuals by the polynomial fit and reporting the maximum value of the resulting vector.

Figure 13 shows MNR per pixel map for signal range up to full scale of the ADC. Figure 14 shows the
corresponding distribution of MNR per pixel.

In Table 9, the mean, median, and Gaussian mean values are based on image pixels that meet the linearity
signal thresholds: only pixels that accumulate signal until 80 ke are included in the calculations. The
percentage of pixels passing in the Summary, Table 2, is determined by dividing the number of image
pixels that meet the project's linearity requirement (97% of pixels must be less than 1%) by the total
number of image pixels (4088 x 4088).
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Figure 13. Linearity: Maximum normalized residual per pixel. Units: percentage. Linear scale [0:1].
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Figure 14. Linearity: Distribution of MNR per pixel and Cumulative. It shall be linearized to less than
1%.

Table 9. Linearity Statistics

Linearity of 4088x4088 Pixels

% of pixels meeting requirement 99.90
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9. Disconnected Pixels

The disconnected pixel test was performed by collecting detector data at different DSUB voltages and
with constant Vreset when the detector is at room temperature. The slope of signal versus DSUB voltage
was calculated per pixel. Disconnected pixels are identified by slopes that are more than five standard
deviations away from the median slope of the array.

The disconnected pixels image is presented in Figure 15. The percentage of connected pixels for this SCA
is 99.98%.

Figure 15. Disconnected Pixels Mask. Connected pixels are green, disconnected pixels are
black.
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10. Persistence

Persistence is the signal remaining from the previously captured illuminated frame after the pixel has
been reset. Ideally, this signal would be completely erased with the reset frame and the dark current of
the detector would be the same as the baseline dark current collected prior to any external illumination;
however, this is generally not the case.

Persistence shall be less than 0.15 e-/sec in median for an illumination of 50 ke and less than 0.50 e-
/sec for 300 ke in median and less than 0.8 e-/sec per pixel.

Persistence data is acquired using 1400nm for the illumination wavelength at 95 K and 1.0 V. The test is
repeated at 0.5 V bias voltage. Illlumination occurs during exposure number one and the remaining
exposures are acquired in a dark configuration. Figure 16 shows the scheme for persistence acquisition.

— —
11 x READ (600s) E 11 x READ (600s) E 11 x READ (600s)
o o i
0 600 602 1202 1204 1804 CLOCK TIME (s)
440 540
illumination

Figure 16. Scheme for persistence acquisition

Figure 17 shows low level persistence images for 95 K and 1.0 V and 0.5 V. Figure 18 shows high level
persistence for the same settings.

Test Report: SCA Test_Report. WFIRST-H4RG-20829
WOA-WFIRST-WFI-0180 Page 25 of 36

02/10/2020



Detector
Characterization
Laboratory

-0.08 -0.06 -0.04 0.02 9.80:05 0.02 0.04 0.06 0.08 048 £:98, =008, 0.02 f:8e05, 902 004 L] 9.08

Figure 17. Low Level Persistence (10 min) at 95 K, 1.0 V (left) and 0.5 V (right). Units: [e-/sec]. Linear
scale: [-0.1:0.1].

Figure 18. High Level Persistence (10 min) at 95 K, 1.0 V (left) and 0.5 V (right). Units: [e-/sec]. Linear
scale: [-0.2:0.6]
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Persistence statistics are shown in Tables 10 and 11.

Table 10. Low level Persistence Statistics

95K 95K

10V 0.5V

Median (e-/s) 0.023 0.035
Mean (e-/s) 0.025 0.037

Gaussian Mean (e/-s) 0.017 0.029

Table 11. High level Persistence Statistics

95K 95K

10V 0.5V

Median (e-/s) 0.207 0.234
Mean (e-/s) 0.208 0.232
Gaussian Mean (e/-s) 0.198 0.223
% px passing req. 99.96 99.96

The persistence versus illumination for 95 K 1.0 V and 0.5 V are plotted in Figure 19. Persistence decay
versus time for high signal level is shown in Figure 20 for 95K 1.0 Vand 0.5 V.
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Persistence vs illumination
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Figure 19. Persistence (10 min) versus illumination level at 95 K for 1.0 V and 0.5 V. Persistence shall
be less than 0.15 e-/sec in median (green dashed line) for an illumination of about 50 ke and less than
0.50 e-/sec (orange dashed line) for 300 ke in median and less than 0.8 e-/sec per pixel.
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Figure 19. Persistence decay versus time for high signal.
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11. Inter-pixel Capacitance

Inter-pixel capacitance should be less than 2.5% of the peak pixel signal to each nearest neighbor pixel.
Crosstalk due to inter-pixel capacitance was measured using the single pixel reset method as described

below:

1. The entire array is reset to the VRESET voltage level of 0.3V. This initial VRESET voltage is
designated as VRESET1.

2. The entire array is read out once. This is the initial reset frame.

3. A pre-determined subset of pixels is reset to a different VRESET voltage. This population is
considered the reset pixels and the VRESET voltage they are reset to is designated as VRESET2.

4, The entire array is read out. This is the selective-reset frame.

The crosstalk value was reported as the percentage of signal measured in a neighboring pixel with respect
to the total signal found in 7x7 grid surrounding a reset pixel (reset pixel signal included). The reset bias
voltage is the difference of VRESET2-VRESET1. A difference image is created by subtracting the initial reset
frame from the selective-reset frame. The average signal of the outermost pixels region surrounding a
reset pixel is subtracted from all pixels for local background signal correction.

The crosstalk is calculated by normalizing all pixels by the total signal in the 7x7 grid and then averaging
the four immediate neighboring pixels to come to one average crosstalk value. Even detector channels
were flipped during data analysis in order to preserve the asymmetry of IPC due to the direction of
readout.

Figure 20 shows the percentage of charge found within the 5x5 grid of pixels around the center for 1.0 V
and 0.5 V.
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Figure 20. IPC for 1.0 V (top) and 0.5 V (bottom). Even detector channels were flipped during data
analysis in order to preserve the asymmetry of IPC due to the direction of readout.

Inter-pixel capacitance was also measured using Fe55. Figure 21 shows the percentage of charge found

within the 5x5 grid of pixels around the center for 1.0 V using this method. The average of the percentage

of the nearest neighbors of the ipc matrix calculated with fe55 and single pixel reset (SPR) is in Table 12.

0.002
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0.000
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0.032
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91.193
1.976
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0.006
0.206
1.823
0.216
0.020

Figure 21. IPC for 1.0 V measured using fe55.
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Table 12. Nearest Neighbors SPR and Fe55

Av. neighbor 1.0 V [%] 1.566 1.885
Diff. av neighbor Fe55 - SPR [%)] 0.319
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12. Pixel Operability

At least 95% of pixels across the entire SCA shall be operable. An operable pixel is defined as one that
meets the following performance specifications:

Total noise < 12¢-

Dark current < 0.5 e’/s

Quantum efficiency > 70% for a wavelength range of 0.8 to 2.1 um
High intensity persistence < 0.8 e’/s

Figure 22 shows the operability mask for each requirement (Total Noise, Dark Current, QE, and
Persistence) at 95 K and 1.0 V. Figure 23 is the combination of all of them. Operability Statistics are
presented in Table 13.

Figure 22. Operability masks (from left to right): Total Noise, Dark Current, QE, and Persistence. Green
pixels are operable pixels that pass the parameter; black pixels fail the parameter.
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Figure 23. Combined operable pixel masks for Total Noise, Dark Current, QE, and Persistence. Green
pixels are operable pixels that pass all parameters; black pixels fail one or more parameters.

Table 13. Combined operable pixel mask statistics out of 4088x4088 pixels image area.

Combined Operable Pixel Mask

Total Noise Requirement (%) 99.58

Dark Current Requirement (%) 99.94

QE Requirement (%) 99.85

Persistence Requirement (%) 99.96
Operable Pixels in % (Pass all four requirements) 99.39
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13. Guide Mode Functionality

Guide Mode Functionality was evaluated in this detector. Five exposures of illuminated and dark data
were acquired in science mode and guide window mode. The shape, position, and illumination level of
the guide window was inspected to confirm functionality (see Figure 24). The windows appears in the
location and shape expected. However, guide window output voltage and voltage swing is out of family
when compared to other detectors.

Further investigations will be performed in another setup.

2.26e+03  2.3e+03  2.35e+03 2.39e+03 2.44e+03 2.48e+03 2.53e+03 2.58e+03 2.62e+03

Figure 24. Left image: Position of the Guide Window (16x16 pixels) in CDS image. The left, bottom
corner of the window appears at coordinates: (2044, 2044). Right image: Zooming in of the Guide
Window (square of 100 x 100 pixels, which includes the Guide Window).
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14. Summary

H4RG 20289 passed Acceptance Test requirements of dark current, total noise, persistence, QE, inter-
pixel capacitance, and linearity. However, guide window output voltage and voltage swing is out of family
when compared to other detectors. Further investigation will be carry put on another setup.

HARG 20289 has some cross-hatching in the left upperpart of the detector. In the lower left corner of the
detector, several pixels failed QE requirements. Persistence images show a lot of structure at 1.0 V. This
structure is visible when the detector reaches full well (~100 ke), but for low levels of illumination is
imperceptible. For 0.5 V, the structure in the persistence images is visible even at lower levels of
illumination (~ 50 ke) as a result of decreased full well at lower bias voltage.
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Appendix 1 — Table of Report Data
Test Raw Data Files Used
Log file /dcl/wfirst/H4RG/HyC/20829_20831 20851 20496/ hyc_20829 20831 20851 20496.txt
Power )
o /dcl/wfirst/H4RG/HyC/20829_20831 20851 20496/ hyc_20829 20831 20851 20496.txt
Dissipation
Conversion , .
Gai /dcl/wfirst/HARG/HyC/20829 20831 20851 20496/20191007_95k_Op40mOpl_gain_ 20829 *
ain
Flat Field /dcl/wfirst/H4RG/HyC/20829 20831 20851 20496/20191007_95k_Op40mOpl_gain_ 20829 *
CDS Noise /dcl/wfirst/HARG/HyC/20829_ 20831 20851 20496/20191005_95k_1p1lmOpl_noi_20829 *
/dcl/wfirst/H4RG/HyC/20829_20831_20851_20496/20191005_95k_1p1mOpl_noise_20829 *
Total Noise /dcl/wfirst/H4RG/HyC/20829_20831_20851_20496/20191014_95k_Op6mOpl_noise_20829_*

/dcl/wfirst/H4RG/HyC/20829_20831_20851_20496/20191006_90k_1p1lmOpl_noise_20829_*
/dcl/wfirst/H4RG/HyC/20829_20831_20851_20496/20191013_90k_Op6mOpl_noise_20829_*

/dcl/wfirst/H4RG/HyC/20829_20831_20851_20496/20191004_95k_1p1mOpl_dk2h 20829 *
/dcl/wfirst/H4RG/HyC/20829_20831_20851_20496/20191013_95k_Op6mOp1_dk2h_20829_*
/dcl/wfirst/H4RG/HyC/20829_20831_20851_20496/20191006_90k_1p1imOpl_dk2h_20829_*
/dcl/wfirst/H4RG/HyC/20829 20831 20851 20496/20191012_90k_Op6mOpl_dk2h_20829 *

Dark Current

QE /dcl/wfirst/HARG/HyC/20829_20831_20851_20496/20191007_95K_1p1lmOpl_ge_*_ 20829 *
Linearity /dcl/wfirst/HARG/HyC/20829_20831_20851_20496/20191008_95k_1p1lmOp1_fw_20829_*
Disconnected /dcl/wfirst/HARG/HyC/20829_20831_20851_20496/20191003_295k_discon_*_20829_*
Pixels

/dcl/wfirst/H4RG/HyC/20829_20831_20851_20496/20191009_95k_1p1mOpl_pers_* 20829 *

Persistence /dcl/wfirst/HARG/HyC/20829_20831_20851_20496/20191015_95k_Op6mOp1_pers_* 20829 _*

Inter-pixel /dcl/wfirst/H4RG/HyC/20829_20831_20851_20496/20191007_95k_1p1mOp1_sp_delrstOp30_20829_*
/dcl/wfirst/H4RG/HyC/20829_20831_20851_20496/20191007_95k_Op6m0Op1_sp_delrstOp30_20829_*

Capacitance
Inter-pixel /dcl/wfirst/H4RG/HyC/20829_20831_20851_20496/20191017_95k_1p1mOpl_fe55_20829_*
Fe55
Guide Mode /dcl/wfirst/H4RG/HyC/20829_20831_20851_20496/20191010_95k_1p1mOpl_guide_*20829_*
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