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TEXTURE STRENGTHENING AND FRACTURE TOUGHNESS OF TITANIUM 

ALLOY SHEET AT ROOM AND CRYOGENIC TEMPERATURES 

by Timothy L. Sull ivan 

Lewis Research Center 

SUMMARY 

Preferred crystallographic orientation or texturing in metallic sheet can, under con- 
ditions of biaxial stress, resul t  in strengthening considerably greater  than that predicted 
f o r  a n  isotropic material. Certain titanium alloys exhibit texturing. After it is rolled 
into sheet form, titanium alloyed with about 4 percent aluminum gives close to the ideal 
texture fo r  maximum biaxial strengthening. The commercially available titanium alloy, 
Ti-5A1-2. 5Sn, a lso exhibits texture strengthening. The effect of texturing on the yield, 
ultimate, notch, and weld strengths of both Ti-4A1-0.20 and Ti-5A1-2.5Sn extra-low- 
interstitial (ELI) grade was determined by testing 0.020-inch- (0.051-cm-) thick sheet 
in uniaxial and 1 to 2 biaxial stress fields at 20°, 77', and 294' K. The biaxial test 
specimens were cylinders 6 inches (15.2 cm) in diameter and 18 inches (45.7 cm) long. 
In addition, plastic Poisson's ra t ios  were determined at the three test temperatures. 

The ratio of 1 to 2 biaxial to uniaxial yield strength ranged from 1. 36 at 20' K to 
1 .53 at 294' K for  the Ti-4A1-0.20 alloy (room-temperature plastic Poisson's ratio 

0.845) and f rom 1.24 at 20' K to 1. 37 at 294' K for the Ti-5A1-2.5Sn ELI alloy 
(room temperature p 0.732). Substantial increases in ultimate strength were also 
obtained. Although the Ti-4A1-0.20 alloy had less uniaxial strength than did the 
Ti-5A1-2.5Sn ELI alloy, its more heavily textured condition generally resulted in greater 
1 to 2 biaxial strength. 
strength. Tests  of through-cracked cylinders at 20' and 77' K showed the Ti-4A1-0.20 
alloy to have greater notch sensitivity. However, fo r  through cracks 0.10 inch (0.25 cm) 
o r  less, the 1 to 2 biaxial notch strengths of the two alloys are about equal. The use of 
plastic Poisson's ratio to predict the increase in biaxial yield strength resulted in good 
agreement with experimental values. 
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The Ti-4A1-0.20 alloy a l so  exhibited superior biaxial weld 



INTRO D UCT ION 

Certain anisotropy in sheet mater ia ls  can cause appreciable strengthening under con- 
ditions of biaxial stress. The form of anisotropy re fer red  to is called texturing and is 
characterized by isotropy in the plane of the sheet  with considerable anisotropy normal to 
this plane. For the purely isotropic case, yielding in a 1 to 2 stress field is predicted 
to occur at 1.15 t imes the uniaxial yield strength. For textured materials, however, 
yield strengths 1 .5  t imes uniaxial yield strength or greater  have been predicted for the 
same s t r e s s  field (ref. 1). Uniaxial studies of texturing in titanium alloys have been made 
by several  investigators (refs. 2 to 4). Sliney, e t  al. (ref. 5) and Babel, et al. (ref. 6) 
have experimentally investigated the biaxial strengthening of Ti-5A1-2.5Sn alloy cylindri- 
cal  p ressure  vessels  at room temperature. This work repor t s  the resu l t s  of an  investiga- 
tion of biaxial strengthening in a n  experimental textured titanium alloy, Ti-4A1-0.20, at 
temperatures as low as 20' K. 

of the hexagonal close-picked crystals are parallel to the plane of the sheet (fig. 1). In 
unalloyed titanium sheet, the basal  planes a r e  inclined approximately 30' toward the 
t ransverse direction. However, certain alloying agents (i. e .  , alpha stabilizers) inhibit 
rotation of these planes, and the addition of 3 . 8  percent aluminum gives close to the ideal 
texture after rolling (ref. 7). The addition of cri t ical  amounts of oxygen (approximately 
0.2 percent) and iron (approximately 0 .1  percent) increases  the strength of the alloy and 
makes it eas ie r  to rol l  than its commercial  counterparts (ref. 8). 
potential usefulness of this alloy as a cryogenic propellant tank material, a program was 
undertaken at Lewis Research Center to determine the strength and fracture  toughness of 
0.020-inch- (0.051-cm-) thick Ti-4A1-0.20 sheet in both uniaxial and 1 to 2 biaxial stress 

In alpha titanium alloys, maximum strengthening occurs  when the basal (0001) planes 

Because of the 

Figure 1. - Ideal or ientat ion of hexagonal close-packed crystal for maximum st rengthening in 
biaxial stress field. 
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fields. A parallel study was conducted with a commercially available titanium alloy that 
exhibits texturing, Ti-5A1-2. 5Sn extra-low-interstitial (ELI) grade. The results of these 
studies are compared. In addition, the weld strengths of a limited number of uniaxial 
and biaxial test  specimens were determined. 

Uniaxial smooth and notch properties of both alloys were determined at 20°, 77', 
and 294' K (-423', -320°, and 70' F). 
burs t  tes ts  of 6-inch- (15.2-cm-) diameter cylindrical p ressure  vessels  over the same 
range of test  temperatures. Tes ts  of notched pressure  vessels  were made at 20' and 
77' K .  Basal pole figures were obtained for  both alloys. The increase in biaxial yield 
strength (over uniaxial yield strength) is correlated with the plastic Poisson's ratio ob- 
tained from a uniaxial tension test. 

Smooth biaxial properties were determined from 

ANALYTICAL BASIS FOR TEXTURE STRENGTHENING 

By applying Hill's theory (ref. 9) for the yielding of anisotropic sheet materials, 
Backofen, e t  al. (ref. 1) indicate that for the case of rotational symmetry about the 
thickness direction (isotropy in the plane of the sheet) the yield cri terion becomes 

where a! is the ratio of the principal s t r e s ses  in the plane of the sheet 0 /cr cr is 
the uniaxial yield strength in the plane of the sheet, and R is the ratio of plastic s t ra in  
in the width direction of the sheet ew to plastic s t ra in  in the thickness direction of the 
sheet et. (These s t ra ins  can be determined from smooth uniaxial tension tes ts . )  It is 
assumed in equation (1) that the principal directions of anisotropy correspond with the 
principal directions of stress. 
reference 5. 

Because of the difficulty in accurately measuring s t ra in  in the thickness direction r>f 
thin gage mater ia ls ,  R can be based on a more easily measured quantity, such as strain 
in the length direction e l .  
yielding has occurred, E + eW + et = 0 for small  strains.  Thus, I 

Y x' Y S  

The derivation of this equation is given in appendix A of 

This  can be done if constancy of volume is assumed. If 

where 1-1. is plastic Poisson's ratio -cW/eI. 
P 
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EXPERIMENTAL APPARATUS AND PROCEDURE 

. -. .. . . - - 

V-3002 0.023 0 . 1 2  0 .014  3 . 8  

D-3272 0.022 0.08 0.014 5 . 1  

Tes t  specimens were fabricated from sheet, nominally 0.020 inch (0.051 cm) thick, 
produced from a single heat for each alloy. The sheet was annealed at 990' K (1325' F) 
for 4 hours and furnace cooled. The mill analysis provided by the supplier is given in  

__ 

0.007 to 0 . 2  

. - 
0.010 

0.006 to 0.0, 
0.009 

the following table: 

Ti-4A1-0.20 I 
Ti-5A1-2. 5Sn ELI L 

Heat I .- 

Composition, wt % 

Mn 

Uniaxial Tests 

The specimens used to determine the uniaxial properties of the sheet  are shown in 
figure 2. Finished specimens were s t r e s s  relieved in  the same manner as outlined in 
the following section fo r  biaxial test specimens. Conventional smooth properties, in- 
cluding 0.2 percent offset yield strength and plastic Poisson's ratio,  were obtained by 
using the specimen shown in figure 2(a). Weld specimens were of this type and had 
their weld beads normal to the loading axis. Weld beads were not ground flush with the 

1 ,r 1 (2.5) diam 1 

8 (20.3) -7 J 
(a) Smooth specimen. 

12 (30.5) -I I- 

Electrical-discharge-machined slot; 
length, 0.8 (2.0) plus fatigue extension 

(b) Center-cracked specimen. 

Figure 2. - Sheet specimens. (Al l  dimensions are in inches (cm).) 
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parent metal  so that they would closely model the fabrication of component hardware. 
Notch strength (based on initial crack length) and fracture toughness (based on critical 
crack length) were determined by using the specimen shown in figure 2(b). Cryogenic test 
temperatures were obtained by immersing the specimens in liquid nitrogen or liquid 
hydrogen. 

The NASA continuity gage (ref. 10) was used to measure the slow crack growth 
which took place pr ior  to catastrophic failure. At 20' K, the transition between slow 
and rapid crack growth was abrupt, and the critical crack length was readily obtainable 
directly f rom the gage output. At 77' K, however, the transition was gradual, and a 
crack velocity of 0.1 inch (0.25 cm) per  second was arbitrari ly selected to define the 
cri t ical  crack length. Because the crack velocity selected is relatively slow, the cri t i-  
cal  crack lengths used to calculate f racture  toughness gave conservative results. 

Plastic Poisson's ratios were obtained by use of high-elongation copper -nickel foil 
s t ra in  gages on the test section of tensile specimens. One gage was mounted parallel to 
the direction of loading on one side of the specimen, while a second gage was mounted 
t ransverse to the direction of loading on the other side of the specimen and directly 
behind the first gage. 
at essentially the same location. 
bending would not be expected from the thin sheet used in  this investigation. 
of the gages was  used to drive a n  X-Y recorder .  
until yielding had occurred. The load was then held constant as the s t ra in  continued to 
increase until the end of the recorder  chart travel was reached (about 2 percent strain).  
This procedure restricted the s t ra in  ratio to purely plastic (nonrecoverable) s t ra in  

This  arrangement allowed s t ra in  measurement in both directions 
Strain differences f rom one surface to the other due to 

The output 
The specimen was loaded in tension 

u3 
c- ._ 
m L c v) 

Length strain, 

Figure 3. - Record of typical width s t ra in  as funct ion of length s t ra in  for Ti-4AI-0. 20 sheet 
at room temperature. Plastic Poisson's rat iopp, 0.840; elastic Poisson's ra t io  pe, 0.395. 
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components in  accordance with the assumption of volume constancy. The slope of the 
curve of eW against el after yielding occurred was taken as the plastic Poisson's 
ratio. A typical record of cW as a function of el is shown in figure 3. 

Biaxial Tests 

Cylindrical p ressure  vessels  6 inches (15.2 cm) in diameter and 18 inches (45.7 cm) 
long were fabricated by using a single longitudinal butt weld. The sheet was oriented so 
that its rolling direction corresponded to the hoop direction of the cylinder. Welding was 
performed in a n  argon-inerted chamber with a tungsten electrode. No filler mater ia l  
was added. After fabrication, cylinders were stress relieved in vacuum and furnace 
cooled. The s t r e s s  relief schedules were 1 hour at 811' K (lOOOo F) fo r  the Ti-4A1-0.20 
alloy and 2 hours at 867' K ( l l O O o  F) for the Ti-5A1-2.5Sn ELI alloy. 

slots through the cylinder walls followed by low-stress fatiguing to obtain sharp cracks 
at the slot  ends. An internal patch (ref. 11) was taped over the crack for pressurizing to 
failure. 

Cracks were produced in cylinders by electrical  discharge machining longitudinal 

Welds were reinforced to preclude weld failures in cylinders used to determine 
parent-material biaxial yield and ultimate strengths. This reinforcing was done by 
applying internal and external overlays of commercially pure titanium str ip  to the weld. 
The s t r ips  were 0.004-inch (0.010 cm) thick and approximately 2 inches (5.1 cm) wide. 
For room-temperature tests, a n  epoxy-nylon adhesive was used to bond the s t r ips  to 
the cylinders. For tes ts  at 20' and 77' K a polyester adhesive was used. This adhesive 
had shown good strength at cryogenic temperatures in lap shear  tests.  End closure was 
obtained by sealing the cylinder ends in  heads filled with a low-melting-point alloy 
(ref. 11). 

cylinders. An epoxy adhesive was used in mounting the gages fo r  room-temperature 
tes ts ,  and the polyester adhesive r e fe r r ed  to previously was used for cryogenic tests.  
One longitudinal gage and one hoop gage were applied 180' f rom the weld and midway 
from the ends on the cylinders tested to determine weld strength. For tes ts  to determine 
the yield and ultimate strengths of the parent tank material, pairs of hoop and longitudinal 
gages were applied *90° and 180' f rom the weld (fig. 4). An additional hoop gage was 
applied at one of the 90' stations; the signal from this gage was applied to one axis of an  
X-Y recorder  in order  to obtain a continuous record of s t ra in  as a function of pressure.  
The pressure  and remaining strain-gage signals were read  out incrementally on a multi- 
channel digital s t ra in  recorder .  

Strippable -backed nickel-chromium foil s t ra in  gages were applied to all uncracked 
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P 
I 

-Yy.lpcI 
L -66-2639 

Figure 4. - Biax ia l  test specimen. 

The cylinders were pressurized to failure by applying helium pressure to liquid 
hydrogen, liquid nitrogen, o r  tap water, for tests at 20°, 77O, and 294' K, respectively. 
Fo r  the cryogenic tests, the cylinders were placed in a cryostat and both filled and 
surrounded with the appropriate cryogen. 

In the linear s t ress-s t ra in  range, pressurization of the unflawed cylinders was 
interrupted at each 100-psi (59-N/cm ) pressure increment to  allow recording of strain- 
gage data. P re s su re  readings obtained from strain-gage-type pressure transducers were 
printed out before and after each pair  of hoop and longitudinal strain-gage readings. 
When a pressure of approximately 80 percent of the anticipated burst  pressure was 
achieved, the s t ra in  recorder  was made to print data at a rate of 4 channels per second, 
and the cylinder was pressurized continuously to failure. This procedure provided s t r a in  
data in  the nonlinear s t r e s s - s t r a in  range at each station at about 10-psi (7-N/cm ) 
increments in pressure.  Cracked cylinders were pressurized continuously to  failure 
at a rate which ranged from 100 to  200 psi  (69 to 138 N/cm ) per  minute. The pressure 
at which burst  occurred was recorded. Accurate pressure readings were assured by 

2 calibrating the transducers with a high-accuracy (within 3 psi  or 2 N/cm ) pressure gage 
before each test. Burst  pressures  ranged from 120 to 1850 psi  (83 to 1276 N/cm2). 

0 = pr/t,  where r is the cylinder radius and t is the wall thickness. Failure strengths 

2 

2 

2 

Hoop stress (T was calculated from the pressure p by using the relation 
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were computed from the burst  p ressure .  Yield strengths were obtained by using the 
0.2-percent-offset method. 

RESULTS AND DISCUSSION 

Characterization of Text u ring 

There are a number of ways to measure the amount of texturing in sheet material, 

(1) The s t ra in  ratio parameter  R 
(2) The ratio of the uniaxial yield strength in the thickness direction to that in the 

However, in thin sheet it is difficult to make accurate  measurements in the thickness 
direction. 
diffraction methods to determine the crystallographic orientation yields a quantitative 
indication of the amount of texturing. 
contour graphs, known as "pole figures", which reveal  the nature of the orientation 
texture (ref. 12). For hexagonal metals a sufficiently accurate  representation of the 
texture is obtained by plotting a pole figure for the basal  plane. It is not clear,  however, 
how the pole figure can be used to predict biaxial strengthening quantitatively. 

Basal pole figures were obtained for both alloys and are shown in figure 5. Contours 
of 0, 50, and 90 percent intensity (indicating the density of poles) are shown. For the 
Ti-5A1-2.5Sn ELI alloy (fig. 5(b)), the contours were nearly circular (within rt2'), and 
for  simplicity they were drawn as circles. A clear comparison of the two pole figures 
cannot be made. At pole densities of 50 percent and less, the Ti-4A1-0.20 sheet appears  
more highly textured. On the other hand, the 90-pescent-pole-density contour for the 
Ti-5A1-2.5Sn ELI sheet indicates a higher degree of texture for this alloy. As is shown in 
the section Biaxial Properties, however, the Ti-4A1-0.20 sheet exhibits grea te r  biaxial 
strengthening . 

ratio parameter R when constancy of volume is assumed. Combining equations (1) 
and (2) resu l t s  in the following criterion for yielding 

including the following: 

plane of the sheet  

Because texturing is associated with the orientation of crystals,  use of X-ray 

In this case,  the information is plotted on special 

Equation (2) shows the relation between plastic Poisson's ratio ,u and the strain- 
P 

Equation (3) indicates that p 

and can be used to predict biaxial strengthening. It should be noted that while for an  
can quantitatively characterize texturing in a material 

P 

a 



Rol I ing  
direction 

4 

(a) Ti-4AI-0.20 alloy. 

(b) Ti-5AI-2.5Sn E L I  al loy 

Figure 5. - Pole figure. 
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isotropic mater ia l  ,u = 0.5, for  a textured mater ia l  ,u can exceed 0 .5  and attain a 
value as high as 1.0. The reason for this is that a textured sheet  when subjected to  ten- 
sion stress exhibits a great resistance to thinning. To maintain constant volume requires  
grea te r  width contraction than obtained with a n  isotropic material. 

P P 

Uniaxial Properties 

Average smooth and notch properties for  both alloys a r e  plotted as a function of tes t  
temperature in figure 6. Specimens were tested with the loading direction both parallel 
(longitudinal specimen) and normal (transverse specimen) to the rolling direction. At 
least three specimens were tested for each condition. Individual results are tabulated 
in tables I and II for smooth and notch specimen tests, respectively. The modulus of 
elasticity and the elongation in 2 inches (5.1 em), where measured, a r e  included in  
table I. For both alloys, only slight differences were found between the longitudinal and 
t ransverse yield strengths and the longitudinal and t ransverse ultimate strengths, which 
indicates that, at least for these properties, the mater ia ls  were essentially isotropic in 
the plane of the sheet. The Ti-5A1-2.5Sn ELI alloy exhibited greater  smooth uniaxial 
strength at all three test temperatures. The difference ranged from about 10 percent at 
room temperature to about 3 percent at 20' K. 

Through-the -thickness center -cracked specimens were tested to determine the 
behavior of the two mater ia ls  in  the presence of a flaw. The Irwin method (ref. 13) was 
used to calculate f racture  toughness. No effort was made to prevent buckling of the 
crack lips out of the plane of the sheet during testing. A limited number of t e s t s  with 
antibuckling face plates indicated that buckling can reduce the calculated value of tough- 
ness  by about 8 percent for  the Ti-5A1-2.5Sn ELI alloy at 20' K. The e r r o r  produced by 
the omission of antibuckling face plates at other temperatures  for  the Ti-5A1-2.5Sn ELI 
alloy was not determined, nor was the influence of buckling investigated for  the 
Ti-4A1-0.20 alloy at any temperature. However, since all tes ts  of notched uniaxial 
specimens reported herein were performed without antibuckling face plates, the notch 
strength and fracture  toughness values fo r  the two alloys investigated a r e  considered 
comparable, though conservative. 

were characterized by full shear  f racture  surfaces, accompanied by considerable plas- 
ticity. A rather  complete statement of the effects of sheet thickness on the fracture 
toughness of Ti-5A1-2.5Sn alloy is presented in reference 14. It is important to recog- 
nize that the present results relate only to 0.020-inch- (0.051-cm-) thick material. 
While comparison of the two alloys investigated is justified on the basis of identical 
thicknesses, a comparison with the same or other alloys at thicknesses other than 
0.020 inch (0.051 cm) is to be avoided. 

As would be expected for 0.020-inch- (0.051-cm-) thick sheet, all specimen fractures  
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Figure 6. - Average uniaxial properties of Ti-4AI-0.20 and 
Ti-5AI-2.5Sn ELI sheet as function of test  temperature. 

As figure 6 shows, the difference in smooth and notch properties between the two 
alloys was slight. Additionally, directionality effects were minimal. The cracked 
specimen was not sufficiently wide to obtain valid toughness values at room temperature. 

Biaxial Properties 

Typical s t ress-s t ra in  curves for  the two alloys in a 1 to 2 stress field at the three 
test temperatures are shown in figure 7. At 20' and 77' K, the Ti-4A1-0.20 alloy 
cylinders generally failed immediately adjacent to the weld reinforcement. At 20' K 
failure occurred before the 0.2 percent offset s t ra in  was reached. However, if the data 
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0 50 100 150 200 250 300 
Temperature, "K 

I I I I 2  
-400 -300 -200 -100 0 

Temperature, 'F 

Figure 8. - Biaxial yield and u l t imate s t rength of 
Ti-4AI-0.20 and Ti-5AI-2.5Sn ELI sheet in a 
1 to 2 stress f ield as funct ion of test temperature. 

Temperature, "K 

I I I I -I 
-400 -300 -200 -100 0 

Temperature, 'F 

Figure 9 .  - Ratio of 1 to 2 biaxial s t rength to un iax ia l  
s t rength of Ti-4AI-0.20 and Ti-5AI-2.5Sn ELI sheet 
as funct ion of test temperature. 

are extrapolated (fig. 7(a)) to the 0 .2  percent offset strain,  a yield strength of about 
280 000 psi  (190 000 N/cm2) is indicated. The single Ti-4A1-0.20 alloy cylinder tested 
at 20' K that failed away from the weld reinforcement showed that the material  was 
capable of developing this stress. For the cylinders that failed adjacent to the weld re- 
inforcement before 0 .2  percent offset s t ra in  was reached, the stress at burst  can be 
considered to be a conservative estimate of the yield strength. 

In figure 8, the biaxial yield and ultimate strengths are plotted as a function of test 
temperature fo r  both alloys. To indicate the increase in yield strength predicted for an 
isotropic material, 1. 15 times the average uniaxial yield strength is a l so  included in 
figure 8. Individual test resul ts  are tabulated in table m. 

Yield strength. - Both alloys developed biaxial yield strengths substantially greater 
than those predicted for  isotropic materials.  As figure 9 shows, strengthening ranged 
f rom 1.24 to 1 .53 t imes the uniaxial yield strength. Strengthening was greater for  the 
Ti-4A1-0.20 alloy at all temperatures investigated. Consequently, although the 
Ti-4A1-0.20 alloy had lower uniaxial yield strengths than the Ti-5A1-2.5Sn ELI alloy at 
the three test temperatures, the biaxial yield strengths for both alloys at 77' and 294' K 
were nearly identical. At 20' K ,  the biaxial yield strength of the Ti-4A1-0.20 alloy was 
about 9 percent greater than that of the Ti-5A1-2.5Sn ELI alloy. For both alloys, the 
strengthening effect of texture decreased as temperature decreased. 

equation (1) in order  to estimate the yield strengths of the two alloys in other stress 
The experimental results were used to compute values of the s t ra in  ratio R from 
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Figure 10. - Projected yield strengths for Ti-4AI-0.20 and 
Ti-5AI-2.5Sn ELI in tension-tension biaxial stress fields. 

Test A l loy 
temperature, 

"K (OF)  

0 77 (-320) Ti-5AI-2.5Sn ELI 
0 294 (70) 

A 20 (-423) 
- Eq. (31, a = 112 
symbols denote longi tud ina l  direct ior 
symbols denote transverse direct ion 

i 

B 1. 
A 
c 
0 
0 

m 
._ 
c 

w .  
0 . 2  . 6  . 8  1.0 

Plastic Poisson's rat io,  pp 

Figure 11. - Correlat ion of texture s t rengthening in a 
1 to 2 stress f ie ld wi th  plastic Poisson's ratio. 
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fields. These values are tabulated in  table IV. The computed values of R were then 
used in  equation (1) to calculate yield strengths in  other biaxial stress fields. These 
projected yield strengths are shown in figure 10. At all three test temperatures, the 
yield strengths of the Ti-4A1-0.20 alloy are greater  than those of the Ti-5A1-2.5Sn ELI  
alloy fo r  stress ratios greater than 1/2. A stress field of particular interest  is the 
1 to  1 field (s t ress  ratio, 1) which occurs in a pressurized spherical  shell. 
case, the yield strengths projected fo r  the Ti-4A1-0.20 alloy exceed those projected fo r  
the Ti-5A1-2.5Sn ELI alloy by 16, 9, and 13 percent at 20°, 77O, and 294' K, respec- 
tively. It is emphasized that these are projected strengths which have not been experi- 
mentally verified. 

Equation (3) indicates that it should be possible to predict biaxial strengthening in a 
sheet material  from its plastic Poisson's ratio. Values of y were obtained experi- 

P 
mentally in order to verify equation (3). At room temperature, the average value of y 
fo r  the Ti-4A1-0.20 alloy was 0.845 (R = 5.45 f rom eq. (2)). This value compares with 
a n  average of 0.772 obtained by Babel and Corn (ref. 15) fo r  the same heat of mater ia l  
but f o r  a thickness of 0.057 inch (0.145 cm). 
(0.145 cm) to 0.020 inch (0.051 cm) appears to intensify texture. 
ELI alloy p 

uyb/uys obtained from p res su re  vessel  tests are plotted as a function of the values of 

values are tabulated of average u /u 
from u /a using equation (1). Also included in this table are R and u /u 
predicted by the average y f rom equations (2) and (3), respectively. 

In general the use of y to  predict strengthening resulted in values close to those 
obtained experimentally. At 294' K use of y resulted in predictions of strengthening 
greater  than that which actually occurred, while at 20' and 77' K the predictions were 
low. 

For this 

P 

Reduction of thickness from 0.057 inch 
For the Ti-5A1-2.5Sn 

was 0.732 (R = 2.73) at room temperature. In figure 11, the average 
P 

obtained in this program, where u is the 1 to 2 biaxial yield strength. In table IV, 
obtained experimentally, and R obtained 

I-lP Yb 
yb ys' yp. 

Yb YS Yb Y S  

P 
P 

P 

The greatest  difference occurred with the Ti-4A1-0.20 alloy at 77' K where use of 
resulted in a prediction 7 percent less than was obtained f rom pressure vessel  tests. 

pP 
The relation between ,u 

economical means of investigating the possibility of variation in texture strengthening 
within a sheet, from sheet to sheet  of the same heat, and from heat to heat of the same 
alloy. 

Ultimate strength. - Substantial increases in 1 to 2 biaxial ultimate strength were 
a l so  demonstrated by both alloys. 
reinforcement, the longitudinal stress at the failure location was probably less than one- 
half the hoop stress (Q! < 1/2), and the values shown in  figure 8 are probably lower than 
those which would be obtained in  a t rue 1 to 2 stress field. 
shows that the ratio of biaxial to uniaxial ultimate strength aub/uus exceeds the ratio 
of biaxial to uniaxial yield strength o /a in some cases, while in other cases it is 

and biaxial strengthening provides a relatively simple and P 

In cases where failure occurred adjacent to the weld 

Examination of figure 9 

Yb Y S  
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less than a /a The greatest  difference occurred with the Ti-5A1-2.5Sn ELI alloy 
at room temperature, where a /a = 1 . 3 7  and Oub/aUs = 1.48. For the same alloy 
and thickness (but a different heat), Babel, et al. (ref. 6) obtained values of 1.27 and 
I. 54 fo r  a /a and aub/au,, respectively. This resu l t  shows twice the percentage 
increase in biaxial ultimate strength compared with the increase in biaxial yield strength. 
The Douglas biaxial specimen used by Babel is a 4-inch- (10. 1-cm-) diameter cylinder 
0.050 inch (0.127 cm) thick with a chemically milled 0.020-inch- (0.051-cm-) thick 
"window" for the test section. The higher biaxial ultimate strengths obtained with the 
Douglas specimen may have resulted f rom the thinner test section being restrained by 
the thicker section after yielding had occurred in the window. This condition would 
result  in higher burst  p ressures .  

At present there  is no way to predict biaxial burst  strength from uniaxial properties. 
Some suggest associating a value of R with biaxial ultimate strength, but this procedure 
requires  biaxial tests.  It may be possible to relate the biaxial fracture envelope to the 
results of uniaxial compression thickness tests.  The method for predicting biaxial 
f racture  strength being considered at Lewis is based on a tensile instability analysis 
that takes anisotropy into account. 

cal  pressure vessel  in the presence of a longitudinal through crack can be correlated 
with the uniaxial behavior by 

Yb YS' 

Yb YS 

Y b  YS 

Notch strength. ~~ - It is demonstrated in reference 16 that the behavior of a cylindri- 

based on the cri t ical  half-crack length a,, or  by 

based on the initial half-crack length ao; where crhc is the cri t ical  hoop fracture s t r e s s  
in the cylinder, Kc is the f rac ture  toughness (based on crit ical  crack length), Ken 
is the nominal f racture  toughness (based on initial crack length), cr is the 1 to 2 
biaxial yield strength, r is the cylinder radius, and C is a dimensionless bulge coef- 

Yb 
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ficient. The te rm 1 + C(ac/r) (or 1 + C(ao/r)) takes into account the increase in stress 
intensity at the crack tips caused by bulging in a pressurized cylinder. 

The results of the burst  tests of through-cracked cylinders based on initial crack 
length and on critical crack length are shown in figure 12. Individual test resul ts  are 
presented in table V. The values of C used to draw the curves in figure 12 were ob- 
tained f o r  each material  and temperature by averaging the values of C computed from 
equation (4) for  the individual data points. A weighted average described in reference (16) 
was used for both alloys. This average takes into account the greater  sensitivity of C 
to an e r r o r  in fracture toughness or  critical crack length for  cylinders with shorter  
crack lengths; consequently, it weighs the longer crack lengths more heavily. As ac 
(or ao) approaches zero, the critical hoop stress predicted by equation (4) exceeds the 
actual biaxial burst  strength (i. e. , at a = 0 (a = 0), uhc = 4% uyb). Therefore, all 

C 0 
curves in figure 12 are terminated at the biaxial ultimate strength in the region of small  
crack lengths. 

sensitivity than did the Ti-5A1-2.5Sn ELI alloy. Because the uniaxial fracture toughness 
properties of the two alloys a r e  about the same, the relatively large difference in the 
biaxial results for longer cracks was not expected. A portion of the difference can be 
attributed to a higher residual stress condition in the Ti-4A1-0.20 alloy cylinders caused 
by using a lower temperature and a shorter time in the stress relief of these cylinders. 
By measuring the radius to which the cylinders opened when slit longitudinally, it was 
calculated that approximately 25 percent of the residual stress due to forming was still 
present in the Ti-4A1-0.20 alloy cylinders; this compares with less than 10 percent in 
the Ti-5A1-2. 5Sn ELI alloy cylinders. However, this known difference in residual stress 
might not account completely for  the difference in the biaxial notch strengths. The 
resul ts  of tes t s  of non-stress-relieved Ti-5A1-2. 5Sn ELI alloy cylinders (unpublished 
data obtained by F. D. Calfo of Lewis) a r e  a l so  plotted in figures 12(a) and (b) for tests 
at '77' and 20' K,  respectively. The reduction in hoop fracture strength, with 100 per- 
cent of the residual s t r e s s  due to forming remaining, was not great  enough to cause the 
non-stress-relieved Ti-5A1-2. 5Sn ELI alloy cylinders to fail at stresses less than those 
at which the Ti-4A1-0.20 alloy cylinders failed. However, fo r  sma l l  cracks (0.1 in. 
(0.25 cm) or  less), it is likely that the difference between the notch strengths of the two 
alloys will be small. 

in design became apparent during the biaxial test phase of this program. As stated 
earlier in this section, the Ti-4A1-0.20 alloy cylinders, at 20' and 7'7' K, frequently 
failed immediately adjacent to the weld reinforcement. 
ment restrained the cylinders longitudinally in the vicinity of the weld. 
in the material  immediately adjacent to the reinforcement was less than 1/2, with the 

For all the crack lengths tested, the Ti-4A1-0.20 alloy exhibited greater  notch 

A 

Biaxial strength in design. - Some of the ramifications of using biaxial yield strength 

The application of the reinforce- 
The stress ratio 
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(b) Test at  20" K (-423" F), based on in i t ia l  crack length. 

Figure 12. - Strength of cracked t i t an ium cyl inders. 
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Figure 12. - Concluded. 
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exact value depending on the thickness of the reinforcement. As shown in figure 10, 
the Ti-4A1-0. 2 0  alloy strength is quite sensitive to stress ratio. This sensitivity to 
stress ratio combined with the residual stress in these cylinders probably reduced the 
strength adjacent to the reinforcement sufficiently to  cause failure there at cryogenic 
temperatures. At room temperature, the material  had sufficient ductility to overcome 
the dual effect of residual stress and a less advantageous stress ratio. The single 
cryogenically tested Ti-4A1-0.20 alloy cylinder that failed away from the weld reinforce- 
ment had the reinforcement built up gradually in three increments. Each incremental 
layer was 0.004 inch (0.010 cm) thick and was 1/2 inch (1. 3 cm) narrower than the 
preceding layer. The sensitivity of biaxial strength to stress ratio mi :t be kept in mind 
by the designer, and special ca re  should be exercised in areas of discontinuity. 

Uniaxial And Biaxial Weld Strength 

The uniaxial and 1 to 2 biaxial weld strengths of the Ti-4A1-0.20 alloy are shown 
in figure 13 as a function of test  temperature. The biaxial weld strength of Ti-5A1-2.5Sn 
ELI at 77' K is included in this figure. Individual test resul ts  are given in table VI. In 
all cases ,  the strengths of the uniaxial Ti-4A1-0.20 alloy weld specimens were greater 
than those of the parent metal. Investigation of uniaxial weld strength of the 
Ti-5A1-2.5Sn ELI alloy at 20' and 294' K shows it to be close to that of the parent metal  
(refs. 14 and 17). 

1 8 0 ~ 1 0 ~  
I I I I I  

Temperature, "K 
0 50 100 150 200 250 300 

L l  1 1 I 
-4M) -300 -200 -100 0 

Temperature, "F 
Figtire 13. - Uniaxial and 1 to 2 biaxial weld s t rength 

of T i -MI -0 .20  and Ti-5AI-2.5Sn ELI sheet as 
funct ion of test temperature. 
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Contrary to the uniaxial behavior, the biaxial weld strength was in all cases less 
than the biaxial ultimate strength of the parent metal. However, the weld strengths of 
the Ti-4A1-0.20 alloy at 77' and 294' K exceeded the biaxial yield strength. In all 
cases, the fracture occurred immediately adjacent to the weld bead. Biaxial weld data 
for  the Ti-5A1-2.5Sn ELI alloy were obtained only at 77' K. While the parent biaxial 
yield strengths of the two alloys at this temperature were nearly identical, the biaxial 
weld strength of the Ti-4A1-0.20 alloy was  about 17 percent greater  than that of the 
Ti-5A1-2.5Sn ELI alloy. The biaxial weld data obtained in this program are limited in 
number. If subsequent tests produce the same results,  the Ti-4A1-Q. 2 0  alloy may have a 
considerable advantage over the Ti-5A1-2.5Sn ELI alloy in flaw-free, weld-critical, 
biaxially -s t ressed s t ructures  . 

SUMMARY AND CONCLUSIONS 

Tests  of Ti-4A1-0.20 and Ti-5A1-2.5Sn ELI alloy pressure vessels fabricated from 
0.020-inch- (0.051-cm-) thick sheet resulted in yield and ultimate strengths in a 1 to 2 
stress field that in some cases  were more than 50 percent greater than those obtained 
uniaxially. With both alloys, the strengthening effect of texture decreased as temper- 
a ture  decreased. On the basis of biaxial yield and ultimate strengths, the Ti-4A1-0.20 
alloy with a room -temperature plastic Poisson's ratio of 0.845 was generally superior 
to the Ti-5A1-2. 5Sn ELI alloy (room-temperature plastic Poisson's ratio, 0.732) at 
20°, 77O, and 294' K, especially when the experimental yield-strength data were 
projected for s t r e s s  ratios greater than 1/2. For  the limited data available, the 
Ti-4A1-0.20 alloy also exhibited superior weld strength. 
ELI alloy developed greater biaxial notch strength for through cracks longer than about 
0. 10 inch (0.25 cm). 

field is as anticipated and not changed to a less advantageous one (e. g. , in the presence 
of doublers, reinforcements, etc. ). 

Plastic Poisson's ratio obtained from a uniaxial tension test can be used to  charac- 
terize the degree of texture in sheet material  and to provide a means for  predicting 
biaxial strengthening. 

However, the Ti-5A1-2. 5Sn 

In designs based on biaxial strength, care  must be taken to ensure that the stress 

Lewis Research Center, 
National Aeronautics and Space Administration, 

Cleveland, Ohio, October 13, 1967, 
124-08-08-19-22. 
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TABLE I. - UNIAXIAL SMOOTH PROPERTIES 

yield Ultimate strength Modulus of 
2 in. (5 em), 

218. %lo3 
216.4 
215.8 

211.0~103 

216.8X103 
211.1 
216.8 

216. %lo3 

161. %lo3 
165.9 
165.0 

166.0~1031 

166.5X1O3 
169.9 
164.8 

161. 1X103 

105. &lo3  
106.2 
102. 3 

104. 6*1031 

101. w103 
106.4 
103.5 

103. %lo3 

2c 

1 7  

294 

2 

I 

29 

~ 

150. W103 16.5XlO' 
149.1 11.3 
148.1 1 -  11.0 

149 .5~103 I 17. 1x10' 

1 4 9 . 4 ~ 1 0 ~  16.9X10' 
149.6 16.9 
149.4 17.5 

1 4 9 . 4 ~ 1 0 ~  17.W10' 

115. %lo3 17.3x10' 
114.2 11.3 
113.7 11.1 

114.&103 1 1 . ~ 1 0 ~  

114. W103 1 1 . 4 X l O '  
111.1 17.8 
113.5 17.6 

115. W103 11.6x106 

12. &lo3 16. "lo6 
13 .2  16 .7  
70. 5 16.5  

12. lx103 16. 6x106 

IO. 1x103 16. 1 ~ 1 0 ~  
73.3 16.8 
71.3 16.6 

7 1 . 1 ~ 0 ~  16. W106 

423 

320 

70 

423 

320 

7 0  

Average I 1 9 9 . 4 ~ 1 0 ~  

T 2O3.6x1O3 
202.3 
202.4 

Average 202. W103 

L 1 5 6 . 7 ~ 1 0 ~  
156.9 
154.4 

Average I 156.0x1O3 

T 1 5 8 . 2 ~ 1 0 ~  
160.7 
155.6 

Average 1 5 8 . 2 ~ 1 0 ~  

L 95.&103 
92.3 
93.3 

Average I 93. W103 

T 9 4 . 3 ~ 1 0 ~  
94.8 
95.1 

Average 94. %lo3 

Ti-4A1-0.20 

1 3 7 . 4 ~ 1 0 ~  

140. %lo3 
139.4 
139.5 

139. W103 

108.@x103 
108.1 
106.4 

101.5X103 

1O9.@x1O3 
110.7 
107.2 

109. OX103 

66.0X103 
63.6 
64. 3 

64. %lo3 
65.0X103 
65. 3 
65.9 

65. & l o 3  

2 0 3 . 1 ~ 1 0 ~  
203.4 
198.0 
203.1 
201.2 
205.3 

203. 5x103 

2 0 2 . 9 ~ 1 0 ~  
205.0 
201.1 
2 0 3 . a  lo3 
112.3 
170.6 
114.6 
113.3 
113.0 

172.8*1031119. 

173.8*103 
114.7 
176.9 
173.8 

1 0 4 . 4 ~ 1 0 ~  
106.0 
104.3 
104.4 
104.8 
105.6 

1 0 4 . 9 ~ 1 0 ~  

1 0 3 . 3 ~ 1 0 ~  
106.1 
106.5 
106.4 

105. 6X1O3 

L 

Average 

T 

4verage 
L 

Average 

T 

Average 

L 

Averagf 

T 

Average 

Ti-SA1 

140. &lo3 
140.1  
136.4 
139.9 
142.8 
141.5 

140. %lo3 
139. &IO3 
141.2 
139.0 
140. b 1 0 3  
118.7 
111.5 
120.3 
119.4 
119.2 

h 1 0 3  

119. % l o 3  
120.4 
121.9 
119 .1  

1l4.8x1O3~120.&1O3 

1 1 . 9 ~ 1 0 ~  
1 3 . 0  
71.9 
71 .9  
72.2 
72. 8 

12. % l o 3  

1 1 . a 1 0 3  
13 .1  
13.4 
13 .3  

12. &IO3 

5% ELI 

224. %IO3 
224.3 
225.3 
224.1 
228.7 
226.7 

2 2 5 . 6 ~ 1 0 ~  

223. &lo3 
221.0 
223.7 
222. % l o 3  
179.9 
111.9 
182.8 
180.8 
119.9 

180. &lo3 
181.0 
183.5 
119.4 

1 8 1 . a 1 0 3  

1 0 9 . 9 ~ 1 0 ~  
111.1 
109.2 
110.4 
110.0 
110.2 

110 .1~103 

114. lx103 
111.3 
111.5 
111.1 

112.0~1031 

154. %lo3 
154.5 
155.2 
154.4 
151.6 
156.2 

155.&1O3 

153. %lo3 
152.3 
154.1 
153.4 
124.0 
122.6 
125. 9 
124.6 
124.0 

1 8 0 . ~ 1 0 3 ~ 1 2 4 . 2 X 1 0 3  

1 2 4 . 6 ~ 1 0 ~  
124.1 
126.4 
123.6 

124.&103 

75. W1O3 
16 .5  
75 .2  
16 .1  
15 .8  
15 .9  

1 5 . 9 ~ 1 0 ~  

78.13103 
16.7 
1 6 . 8  
76.5 

17.2X1O3 

1 1 . 8 x 1 0 ~  
1 1 . 3  
11.1 
11.6 
18.1 
18.1 

11. IX106 

19.9X106 

19.1'. 106 

18.9 
18.5 

18.2 
18. 1 
11. 8 
18.2 
18.2 

18. l)i 106 

18.lX106 
18 .1  
17. I 
18.0 

~ 

18.or l06  

16. &lo6 
16. 5 
16. 1 
15. I 
16.4 
16. 3 

16. %lo6 
16. & l o 6  
16.5 
16. 1 
16.7 

16. 5X106 

11.6x106 

11. W106 

11.6x106 

11.9 
11.7 

11.6 
1 2 . 1  

- 

11.W106 ~ 

11.9X106 

11.8 ~ 

12.Ox106 

11.9 

11.9X106 ~ 

12.3  
12.1 

12.1x106 

11. 5X106 
11.5 
11.4 

11.5x lo6 

11. 5X106 
11.6 
11.4 

11.5x lo6 

~ 

12.3x106 
11 .9  
11.8 
12 .1  
12 .5  
12.5 

12. zx 106 

1 3 . 7 ~ 1 0 ~  
13.0 
12. I 
13.2'-106 
1 2 . 5  
12.5 
12.3  
12.5 
12.5 

12. 5x106 

12.5X106 
12.5 
12.2 
12 .4  

1 2 . 4 ~ 1 0 ~  

~ 

______ 

11.3x106 
11.4 
11.1 
10.8 
11.3 
11.2 

11.2X106 

11. 6X106 
11.4 
11.1 
11.5 

1 1 . 4 x 1 0 ~  

5 .5  
4.5 
5.0 

5 . 0  

2.5 
8 . 0  
5.5 

5.3  

21.0 
19.0 
20.0 

20.0 

17.5 
13.0 
18.0 

16.2 

20.0 
20.0 
20.0 

20.0 

11.5 
16 .5  
18 .5  

11.5 
- 

L, longitudinal; T ,  Lransverse. 
bNot measured. 
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Temperatme Direction Thickness 

t 

OK OF (a) in. cm 

Initial crack Critical crack Gross fraCtUe Notch strength Nominal fracture Fracture toughness 
length length stress toughness 

in. cm in. cm psi [ N/cm2 psi 1 N/cm2 p s i 6  ((N/Cm2)@ ps& 1 ( N / c m 2 ) G  

20 

. "-"" ~ . " " _ _ ,  - . ~ ~ ~  ".""_ 
95. &IO3 'I- 

I 

i- 

I 

145.0 

61.4 
i_. 

3 '  

T 0.0166 0.0422 1.010'2.565 (b) , (b) 6 5 . 5 ~ 1 0 ~  45.1x1O3 98.W103 6 8 . 0 ~ 1 0 ~  (e) (4 (4 ( 4  
99.2 68.3 (4 (4 (4 (4 
99.5 68.6 (4 ( 4  (4 (4 

.0169 .0429 1.020 2.591 (b) (b) 65.5 45.1 

.0171 .0523 1.060 2.692 (b) (b) 64.3 44.3 
-__l_-___-__l 

3 6 5 . 1 ~ 1 0 ~  4 4 . 9 ~ 1 0 ~  9 9 . 1 ~ 1 0 ~  6 8 . 3 ~ 1 0  --------_ ________-  --------- _----_--- Average - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - 

-423 L 0.0174 0.0442 1.001 2.558 1.22 
.0169 .0429 1.003 2.548 1.11 
.0170 .0432 1.004 2.550 1.16 - 

--- _I 

3.10 
2.82 
2.95 

---- 

I 

I 58. OX103 4 0 . 0 ~ 1 0 ~  87. %IO3 60. Ix1O3 78. &lo3 86. %lo3 89. 5x103 9 8 . 4 ~ 1 0 ~  
59.0 40.1 88.7 61.1 80.1 88.1 85.5 94.0 
57.3 39.5 86.2 59.4 77.7 85.5 85.3 93.8 

5 8 . 1 ~ 1 0 ~  40. Ox103 87.4X103 60. %IO3 I 78. W103 8 6 . 8 ~ 1 0 ~  86. W103 95. 5X103 



I 

.0184 .0467 1.028 2.611 1.26 3.20 85.1 58.6 129.3 89.1 125.2 137.7 -------~~ 
Average - _ _ _ _ _  _ _ _ _ _ _  _ _ _ _ _  _ _ _ _ _  _ _ _ _  _ _ _ _  84. ,%IO3 5 8 . 0 ~ 1 0 ~  128. 4X103 88. 5x103 1 2 4 . 1 ~ 1 0 ~  136. 5x103 

T 0.0173 0.0439 1.012 2.570 (b) (b) 8 7 . 9 ~ 1 0 ~  6 0 . 6 ~ 1 0 ~  1 3 2 . 8 ~ 1 0 ~  9 1 . 5 ~ 1 0 ~  1 2 8 . 6 ~ 1 0 ~  1 4 1 . 5 ~ 1 0 ~  
-~--__----~ 

.0208 .0528 1.050 2.667 (b) (b) 85.3 58.8 131.2 90.4 127.3 140.0 

.0208 .0528 1.010 2.565 (b) (b) 88.0 60.6 132.7  91.4 128.6 1141.5 -- -7- __i 

Average - _ _ _ _ _  _ _ _ _ _ _  _ _ _ _ _  _ _ _ _ _  - _ _ _  ---_ 87. h 1 0 3  60. OX1O3 1 3 2 . 2 ~ 1 0 ~  9 1 . 1 ~ 1 0 ~  1128. %lo3 1 1 4 1 . 0 ~ 1 0 ~  
__(- 

70 L '0.0182 0.0462 '1.040 2.642 (b) r ~ 7 0 . 0 1 0 3  4 8 . 4 ~ 1 0 ~  1 0 7 . 4 ~ 1 0 ~  7 4 . 0 ~ 1 0 ~  (c) ( 4  
.0200 .0508 1.045 2.654 (b) 70.5 48.6 108.2 14.5 ( 4  (4 
.a187 .0475 1.027 2.609 (b) (b) '69.2 47.7 105.2 72.5 (4 (4 

Average _ _ _ _ _ _  _ _ _ _ _ _  _ _ _ _ _  _ _ _ _ _  _ _ _ _  _ _ _ _  70. w1O3 4 8 . 2 ~ 1 0 ~  1 0 6 . 9 ~ 1 0 ~  73. %IO3 _ _ _ _ _ _ _ _ _  --------- 
T 0.0191 0.0485 1.033 2.624 (b) (b) 7 1 . 6 ~ 1 0 ~  4 9 . 3 ~ 1 0 ~  1 0 9 . 2 ~ 1 0 ~  7 5 . 2 ~ 1 0 ~  (c) ( 4  

.0196 ,0498 1.025 2.604 (b) (b) 70.8 48.8 10'7.5 74.1 ( 4  ( 4  

.0189 .0480 1.041 2.644 (b) (b) 69.5 47.9 106.4 73.3 (4 ( 4  

Average _ _ _ _ _ _  _ _ _ _ _ _  _ _ _ _ _  _ _ _ _ _  ---- ---- 70.8(103 48. w1o3 1O7.W1O3 7 4 . 2 ~ 1 0 ~  -________  - -------- , 

Ti-5A1-2.5Sn ELI ____ -------~ 
20 -423 L 0.0187 0.0475 1.045 2.654 1.16 2.95 5 8 . 5 ~ 1 0 ~  40.3x103 8 9 . 9 ~ 1 0 ~  6 1 . 9 ~ 1 0 ~  81.&103 8 9 . 5 ~ 1 0 ~  8 7 . 2 ~ 1 0 ~  9 5 . 9 ~ 1 0 ~  

.0194 ,0493 1.030 ,2.616 1 . 2 1  3.01 59.4 40.9 90.5 62.4 82.0 90.2 91.2 100.3 

.a185 .0470 1.007 2.558 1.22 3.10 58.9 40.6 88.6 61.0 80.2 88.2 91.0 100.1 ---___ ----- 
Average - -____  _ _ _ _ _ _  _ _ _ _ _  _ _ _ _ _  _ _ _ _  _ _ _ _  58. &IO3 40. "I3 89. 6x103 61. %lo3 8 1 . 2 ~ 1 0 ~  89. %IO3 89. &IO3 9 8 . 8 ~ 1 0 ~  

T 0.0176 0.0447 1.031 2.619 1 . 2 3  3.12 6 1 . 6 ~ 1 0 ~  4 2 . 4 ~ 1 0 ~  9 3 . 9 ~ 1 0 ~  6 4 . ~ 0 ~  8 5 . ~ ~ 1 0 ~  93.8~10' 9 6 . 0 ~ 1 0 ~  1 0 5 . 6 ~ 1 0 ~  
-------~~ 

.0176 .0447 1.032 2.621 1.28 3.25 64.4 44.4 98.1 61.6 89.6 98.6 103.8 114.2 
_ _ _ - - _ _ - - - ~ ~  .0177 .0450 1.011 2.568 1.21 3.01 65.7 45.3 99.2 68.3 90.2 99.2 101.7 111.9 

Average - - - _ _ _  _ _ _ _ _ _  _ _ _ _ _  - -___ _ _ _ _  _ _ _ _  63. W103 4 4 . 0 ~ 1 0 ~  97. lX103 6 6 . 9 ~ 1 0 ~  88. 4X103 9 1 . 2 ~ 1 0 ~  100. 5X103 1 1 0 . 6 ~ 1 0 ~  
---e_------- 

77 -320 L 0.0183 0.0465 1.042 2.647 1.35 3.43 84. %IO3 58. 5x103 130. 1x103 89. &IO3 126. W103 138. 7X103 154. &lo3 169. &lo3 

147.4 

1 4 9 . 2 ~ 1 0 ~  

--------- 
- - - - - - - - - 
- - - - - - - - - 
--------- 
(4 
(4 
( 4  

_ _ _ _ _ _ _ _ _  
(6) 
(4 
(4 

- ------__ 

aL, longitudinal; T, transverse. 
bNot measured. 

'Cracked specimen not sufficiently wide for  valid toughness measurement at room temperature. 



TABLE III. - BIAXIAL SMOOTH PROPERTIES 

yield s t rength Ultimate strength 

-423 

-320 

70 

Ti-4A1-0.20 
___ 

a, b271. &lo3 a, b187. 3 ~ 1 0 ~  
b276. 2 a, b190. 3 
(4 ( 4  

222.0 153.0 
223.0 153.6 
144.0 99.2 
145.2 100.0 

~ 

Ti-5A1-2.5Sn E L I  

20 -423 2 5 2 . 4 ~ 1 0 ~  173. 9x103 
77 -320 153.0 

99.1 

256. OX1O3 176. &lo3 
234.0 161.2 
164.8 113.5 

aFailed under or  immediately adjacent to  weld reinforcement. 
bFailed before 0 .2 percent offset s t r a i n  was reached. Yield strength 

‘Strain gages failed before yield point was  reached. 
was  based on burst  p ressure .  
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psi 

~ 

N/cm2 

a 274. Ox1O3 
222.5 
144.6 

"188. &lo3 
153.3 
99.6 

(b) 
0. 350 
.395 

(b) 
0.697 
.845 

20 
77 
294 - 

-423 203.4~10~ 140.1~10~ 
-320 173.8 119.7 
70 105.3 72.6 

OK O F  

20 
77 

294 

-423 
-320 
70 

---- 
1. 35 
1.57 

217. &lo3 149.5~10~ 284.6~ 
166.6 114.8 242.6 
104.3 71. 9 161.4 

O3 196.1~10~ 1.31 
167.2 I. 46 
111.2 , 1.55 

20 
77 

294 

-423 
-320 
70 

TABLE IV. - SUMMARY OF UNIAXIAL AND BIAXIAL MELD AND ULTIMATE PROPERTIES 

Temperature 

OK1 OF 

Average 1 to  2 biaxial 
yield strength, 

Yb 
U 

Ratio of 
biaxial to 
Uniaxial 

yield 
strength,  

"yb/"ys 

1. 36 
1. 42 
1.53 

~ 

Strain 
rat io  
f rom 

eq. (0, 
R 

~ 

2.49 
3.06 
4.70 

i pp 

I 
ps i  I N/cm2 

Ti-4A1-0.20 

138. 6x1O3 
104.5 
65.0 

20 
77 

294 

201.1~10~ 
157.1 
94.4 

-423 
-320 
70 

252.4~10~ 
222.0 
143.8 

0.557 
1'24 .617 1.28 
1.37 2.55 .732 

Average uniaxial 
ultimate strength, 

OUS 

Strain 
rat io  

based on 
p from 

P 
eq. (21, 

R 

Yield 
strength 

rat io  based 
on pp frolr 

eq. (3) 
(Q! = 1/21, 

"yb/"ys 

Average Ratio of 
biaxial to 

ultimate strength,  uniaxial 
ultimate 

strength, 

uub/uus 

~ 'ub, 1 1 to 2 biaxial 
Temperature 

psi  I N/cm2 

---- 
2.30 
5.45 

1 I 

154.4~10~ 256.0~10~ 176. 4 ~ 1 0 ~  
124.6 1 234. o 1 161. 2 p p E  

224.1~10~ 
180.8 
111.1 

1.26 
1.61 
2.73 

1.20 
1.26 
1.39 76.5 1164.8 1113.5 I 1.48 

~- 
aBased on burst  p re s su re  because 0.2 percent offset s t r a in  was not achieved. 
bNot measured. 
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Temperature Thickness Electrical 
discharge 

slot 
length 

- -. 

- 
20 

Initial crack Critical crack 
length length 

77 

- 

0.13 
. 3 8  
.76 

1.40 
2.03 
3.30 

0.13 
. 3 8  
.76 

1.40 
2.03 
3.30 

- 

. .. 

20 

0.110 
,247 
.459 
.721 
.974 

1.477 

0.128 
.242 
.466 
.715 
.961 

1.473 

77 

- 

0.279 
.627 

1. 166 
1. 831 
2.474 
3.752 

0. 325 
,615 

1. 184 
1.816 
2.441 
3.741 

-423 0.1f 
.3! 
. 41 
. 8f 

1.11 
1.6:  

0. If 
. 3 <  
.5 '  
.9: 
.9t 

1.8t 

-320 

\ 

,423 

~ 

320 

- 

0.020 
.017! 
.019t 
.0192 
.021: 
.0174 

0.0169 
.020€ 
.017: 
.019E 
.0174 
.020: 

- 

I. 0209 
fO213 
.0213 
.0212 
.0202 
.0213 
.0217 
.0200 
.0214 
,0210 
.0213 
.0181 
.0211 

). 0204 
.0211 
.0204 
.0205 
.0204 
.0201 
.0175 
.0206 
.0193 
.0175 
.0213 

0.051( 
.044E 
.050: 
.048€ 
.0541 
.0442 

I. 0429 
.0528 
.0439 
,0503 
.0442 
,0516 

- 

.. 

1.0531 
.0541 
.0541 
.0538 
.0513 
.0541 
.0551 
.0508 
.0544 
.0533 
.0541 
.0460 
.0536 

). 0518 
.0536 
.0518 
.0521 
.0518 
.0511 
.0445 
.0523 
.0490 
.0445 
.0541 

- 

. . .. 

0.05 
.15 
.30  
.55 
.80 

1. 30 

1.05 
.15 
.30 
.55 
.80 

1. 30 
_- . 

1. 05 
.10 
.10 
.20 
.20 
.40 
.40 
. 70 
.70  
.90 
.90 
.. 40 
.40 

I. 10 
.20 
.20 
.40 
.40 
.70  
.70  
.90 
. 90  
.40  
. 4 0  

Ti- 

0. l: 
.2! 
.2E 
.51 
.51 

1.02 
1.02 
1 . n  
1.77 
3.29 
3.2s 
3.5E 
3.56 

I. 25 
.51 
.51 

1.02 
1.02 
1. 78 
I. 78 
!. 29 
!. 29 
i. 56 
!. 56 

J-2.5Sn ELI 

3.093 
.155 
.190 
.277  
.280 
.523 
.482 
.803 
.762 
.941 
.985 

1.600 
1.560 

1.125 
.241 
,229 
.440 
.453 
.733 
.765 
.946 
.991 
.4ao 
.. 460 

0.23f 
. 39) 
.48: 
. 701 
. 7l j  

1.321 
1.224 
2.04[ 
1.93f 
2.39c 
2. 502 
4.064 
3. 962 

0. 31€ 
. 612 
. 581 

1.11E 
1.151 
1.862 
1.943 
2.403 
2.517 
3.759 
3.708 

0.41 
.89  

1.17 
2.18 
3.00 
4.14 

0.41 
.86 

1.45 
2.36 
2.49 
4.72 

1.33 
b) 
.64 
I. 57 
.. 17 
I. 24 
I .  01 
I .  74 
I .  00 
1. 37 
:. 11 

Critical hoop stress 

psi I N/cm2 

1 6 4 . 2 ~ 1 0 3  
106.8 
65. 9 
55.2 
40.3 
20.7 

1 7 8 . 4 ~ 1 0 ~  
146.3 
84. 3 
67.4 
47.9 
25.9 

171 .5~10 '  
160.9 
133.3 
121.4 
114.2 
84.6 
76.0 
63.6 
61. 5 
63.0 
51.6 
40.6 
37. 7 

190.4x10: 
164.9 
156.6 
115.5 
105.1 
84.9 
74.6 
71.8 
66.2 
44.1 
35.9 

1 1 3 . 1 ~ 1 0 ~  
73.6 
45. 4 
38.0 
27. 8 
14. 3 

1 2 2 . 9 ~ 1 0 ~  
100.8 
58. 1 
46.4 
33.0 
17. 8 

1 1 8 . 2 ~ 1 0 ~  
110.9 
91. 8 
83. 6 
78. 7 
58. 3 
52.4 
43. 8 
42.4 
43.4 
35.6 
28.0 
26. 0 

31. 2x103 
13. 6 
07.9 
79.6 
72.4 
58. 5 
51.4 
49.5 
45.6 
30.4 
24. 7 

aNo detectable slow crack growth occurred. 
bSIow crack growth not measured. 
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TABLE VI. - UNIAXLAL AND BIAXIAL WELD PROPERTIES 

OK O F  

S t ress  field 

p s i  N/cm2 

Uniaxial 

Biaxial  

Biaxial  

Temperature1 Fai lure  stress Weld 
efficiency, 

percent  

~~ 

20 

77 

294 

20 
77 

294 

~ 

77 

Ti-4A1-0.20 

-423 

- 320 

70 

-423 
- 320 

70 

224. 5x1O3 
223. a 
228. a 
227.0 
174.2 
173.9 
173.3 
174.9 
106.2 
106.9 
105. a 

262. 5x1O3 

115.4 

228.2 
149. 3 

Ti-5A1-2.5Sn ELI 

-320 192. 6X103 
190. a 
197.3 

1 5 4 . 7 ~ 1 0 ~  
154.2 
157.6 
156.4 
120.0 
119. a 
119.4 
120.5 

73.2 
73. 7 
72.9 
79.5 

iao.  9x103 
157.2 
102.9 

132. 7x1O3 
131.5 
135.9 

92.3 
94.3 
92 .4  

82.3 
a i .  5 
84.3 

NASA-Langley, 1968 - 17 E-3775 

- ~~ 

31 


