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ABSTRACT 

This paper summarizes the results and findings of a program to 

design, develop, and evaluate actuator rod seals for use in advanced 

aircraft high-temperature hydraulic systems. The rod seals are 

intended to function efficiently and reliably for 3,000 hours in the 

temperature range of -40' to 500' F. Preliminary studies of various 

material and design combinations showed that a polyimide low-pressure 

second stage V-seal in a two-stage configuration had the greatest 

potential in long-term duty cycle testing in a simulated actuator test 

system. Modifications of this seal, that provided for improved fatigue 

life and more efficient loading, met the test objectives of 20 x 10 
6 

short-stroke cycles of operation at 500' F, Severity of this testing 

was equivalent to 3,000 hours of duty cycle operation. The validity 

of design techniques used to achieve performance goals was shown. 

*Royal Industries, Tetrafluor Division 



INTRODUCTION 

Sustained supersonic flight has become a reality within the past 

few years, and the trend has been toward the development of even higher 

speed aircraft. As operating conditions become more severe with succeeding 

families of aircraft, design margins of many components will decrease sub- 

. Not Z l l e  least to be affected by these considerations are 

hydraulic system components, particularly the dynamic flight and engine 

control actuator seals. 

Temperature-life requirements for aircraft hydraulic systems are 

illustrated in figure 1. Present commercial subsonic jet aircraft 

hydraulic systems seals are operating satisfactorily in excess of a 

thousand hours at temperatures in the range of 160 to 180' F (1)* while 

Mach 2 military fighters are limited to less than 1000 hours at 275a F 

due to deficiencies of presently developed seals. Previous laboratory 

work had established that elastomeric rod seals are thermally restricted 

to several hundred hours of service at 400°~(2), and that the best non- 

elastomeric seals were limited to less than 500 hours at 600' F due to 

deficiencies in seal design and/or seal materials (3). 

One approach to meeting the rigorous operating environment antici- 

pated for future aircraft is the use of two-stage seals for fluid con- 

tainment in hydraulic actuators. In this type seal, shown in figure 2, 

the first stage is subjected to full hydraulic system pressure of 3000 

to 4000 psi, and leakage past this seal is returned back to the reservoir, 

The second stage is subjected to a return pressure of only about 100 

"Numbers in parentheses designate references at end of paper. 



to 200 psi. The general objective of this report is to summarize the 

results of a program to develop zero leakage second-stage seals for 500' F 

operation, The long-range goal of this program is to produce rod seals 

intended to function efficiently and reliably for 3000 hours in the 

temperature range of -40 to 500' F. 

The BACKGROUND section of this report gives an account of some 

prior work in the development of actuator seals (2) that led to the 

inception of this reported work. The discussion includes: (A) a 

description of high temperature seal materials and their selection for 

evaluation and (B) a synopsis of results from testing with various seal 

types. 

This reported work was directed specifically towards the use of 

polyimide as the material of construction for the second-stage seals. 

The objectives were as follows: (A) Design and develop new and improved 

polyimide V-seal concepts from the 45' V-seal designed and evaluated in 

work under NASA contract NAS~-7264 (2). This redesign was based on an 

analysis of geometric configuration, physical properties, and known 

performance and failure modes, (B) Develop other seal designs which 
good 

most effectively use the/mechanical properties of the polyimide material, 

(c) Perform high frequency short-stroke cycling tests with the three 

most promising one-inch seal configurations developed in this work and 

with the one-inch 45" V-seal developed previously (2). 

The test facility consists of a double ended test actuator and 

is operated with a chlorinated phenyl methyl silicone fluid at a tempera- 

ture of 500' F - 420" F, a fluid pressure of 100 to 150 psig, and at an 



actuator cycling rate of 300 cpm - +25 cpm with a piston rod total stroke 

length of 0.20 inch - :0.02 inch. Goal of the testing is to run for 

6 
20 x 10 mechanical cycles or until seal failure as evidenced by fluid 

leakage rates in excess of 3 cc per hour. 

Part of the studies reported herein were made by Fairchild Hiller 

Corporation, Republic Aviation Division, under NASA contract NAS3-11170 

(4). 

BACKGROUND 

The polyimide plastic was selected as an actuator rod seal material 

based on an evaluation of numerous materials comprising the general 

categories of plastics, soft metals, and hard metals. These materials 

were evaluated for compatibility with various high temperature fluids at 

temperatures to 600' F (2). Sliding wear tests were also conducted on 

the candidate materials. High temperature mechanical properties of the 

materials were obtained to provide a further basis for evaluating the 

candidate materials. The results obtained from the foregoing evaluations 

led to the selection of polyimide material. Studies of friction and 

wear characteristics of polyimides (5) verified the potentials of the 

polyimide material. 

Chemically, polyimides are organic condensation polymers formed 

from the reaction between aromatic dianhydrides and aromatic diamines. 

The polyimides have an operating range for many applications from -400' F 

to as high as 600' F with short-term capability up to 900' F. Retention 

of original properties such as stiffness and resistance to deformation 
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at high temperature is excellent. At 500" F they are 30-60 times stiffer 

than polytetrafluoroethylene (PTFE) materials and have more than ten 

times the tensile properties of F'TFE. These outstanding characteristics 

make polyimide a leading candidate in applications such as seals, bearings, 

valve seats, pump vanes and in numerous electrical applications. High 

resistance to radiation and low out-gassing tendency also permit wide 

applications in space vehicles. Table I presents a summary of properties 

of polyimide materials, 

Early developmental work (2 and 3) on the polyimides produced 

seal configurations that performed exceedingly well as compared to seals 

developed from other nonelastomeric and metallic materials. An extensive 

analytical and experimental study was made (2) to find the most promising 

seal designs-material combinations for second-stage seals. Those that 

were selected for endurance studies are shown in Table 11. These seals 

were endurance studied at temperatures to 500' F in a double-ended 

test actuator assembly (fig. 2) together with a polyimide split contract- 

ing ring first-stage seal. 

Figure 3 depicts the flight and cyclic profiles and the thermal 

environment under which the seals were tested. This is a hypothetical 

duty cycle for a Mach 3 aircraft actuator wherein short-stroke mechanical 

cycling, such as occur during cruise, comprise the major portion of the 

profile. Typical results from these endurance studies are summarized in 

Table 111. 

Of the seals evaluated under these conditions, the polyimide second- 

stage V-seal demonstrated the best potential for meeting the projected 
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requirements. Although the seals ultimately failed, the type of failure 

was attributed to high wall stresses which may be readily reduced by 

simple design changes. 

SEAL DESIGN ANALYSIS 

Based on test results obtained in reference 3, failure of the one- 

inch diameter polyimide V-seal after 1300 hours of operation was caused 

primarily by fatigue as a consequence of the seal's shape and loading 

condition. A time-dependent factor may have also been significant: 

namely, that slow relaxation of the material at temperature could have 

caused changes in geometry and loading conditions that were of sufficient 

magnitude to contribute to failure. Failure of the V-seal usually occurred 

at the inboard or pressure side element (an example is shown in fig. 4), 

with progressively less damage to the middle and outboard elements. Loca- 

tion of these elements is given in the V-seal sketch in Table 11. The 

inboard elements received the full effects of fluid pressure, distributing 

some of the load to the cavity walls and the balance to the other two ele- 

ments. These factors point again to geometry and loading as the determi- 

nants of failure, as the most heavy loaded member consistently sustained 

the worst damage, The seals usually cracked circumferentially; some 

radial cracks were observed. The circumferential failures were close to 

the point of support by the inboard load ring, indicating either a point 

of inflection in bending or a shear plane. The radial cracks could have 

been tensile failures due to shrinkage resulting from thermal aging. The 

polyimide material is rather notch sensitive, and consequently, imperfections 
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in the material may have caused some of the failures. In either case, 

loading and geometry were considered to be fundamental causes of failure. 

The foregoing premises were further substantiated on the basis 

of results obtained in analyses of the seal's geometric shape, operating 

stresses and thermal effects on the polyimide material. Of the parameters 

studied, operating stresses and thermal stresses were found to be the 

most significant in effects on seal performance. The study showed that 

the main cause of failure was due to the seals being stressed more 

highly than present guidelines would suggest. The analysis also showed 

that thermal stresses represent approximately 30 percent of the total 

stress. 

From a design standpoint, reduction of thermal stress is difficult 

because of relatively high coefficient of thermal expansion of the poly- 

imide. Additionally, the stress resulting from the mrking pressures is 

also a fixed parameter which leaves mechanical loading stress as the major 

design parameter that could be altered. Sealing contact stresses need 

be no higher than to establish intimate contact at sealing interface. 

Mechanical stresses should be minimized. 

Based on these analyses and investigations, two modified versions of 

the original V-seal design were evolved. Figure 5b shows a reconfigured 

V-seal with 30" leg angles. For comparative purposes the original 45" 

V-seal design configuration is shown in figure 5a. The cross-sectional 

thickness of the 30" V-seal was approximately 0.032 inch. Changing the 

angles of the sealing legs from 45" to 30" resulted in longer seal legs, 

which permitted greater leg deflections for a given load. Thus maximum 
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deflection was achieved with minimum spring loading of the seal. As 

the design study indicated that loading of the O.D. and I.D. surfaces 

differed considerably, a dual load path loading system was devised, which 

permits asymmetrical loading of the seal. Referring again to figure 5b, 

initial application of the axial load by the outboard loading springs 

causes the inner load ring to make contact with the inner seal leg. As 

the inner load ring is spring loaded, it moves axially inward while main- 

taining a predetermined load on the seal, thus permitting the outer 

loading surface to make contact with the outer seal leg. The use of this 

dual loading arrangement resulted in a more uniform and controllable seal 

load. Another modification of the original V-seal configuration is shown 

in figure 5c. This design further improved the original V-seal designs 

by incorporating linearly tapered sealing legs to minimize the bending 

stresses at the transition surfaces of the seal. In effect the tapered 

leg configuration relocated the maximum bending stress away from the 

notch sensitive area of the seal. This relocation of stress minimized 

cracking. In addition, the tapered leg configuration gave seal deflec- 

tions (fig. 6) equivalent to those obtained with the 30' V-seal, but at 

approximately 35 percent lower seal circumferential loading. This 

resulted in lower contact stresses at the seal contact surface between 

the polyimide element and the actuator rod, 

Additional seal designs were evolved, which offered improvements 

over the original 45' V-seal. In these designs, attempts were made to 

establish a good balance in operating stresses, wear compensation, and 

friction. Details are reported in reference 4, 
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Bench tests were conducted on the candidate seals to validate the 

basic assumptions used in the design phase. It was desired to improve 

the loading characteristics of the seal so that maximum seal deflections, 

for the purpose of wear and misalingment compensation, could be obtained 

while subjecting the seal to the lowest stress level possible. Seal 

deflection, leakage and friction were the criteria used to evaluate the 

new designs. The original 45' V-seal design was included in the testing 

to obtain baseline data for evaluating the modified designs. Results of 

these tests are summarized in Table IV. Seal deflections as a function 

of seal loading for the two best configurations as compared to the origi- 

nal V-seal design are shown in figure 6. Figure 7 shows the effect of 

seal design on friction and sealing stress for the 45", 30" and tapered 

leg V-seals. 

Based on these results, the following seal configurations were 

selected for the high temperature cycling tests: (A) 30' V-seal with 

dual loading device (fig. 5b), (B) Lip seal  a able 11) with slotted metal 

hoop spring, and (c) Tapered leg V-seal with dual loading device (fig. 5c). 

The above configurations were evaluated in conjunction with the original 

45" V seal design (fig, 5a) used in reference (2). 

SEAL TEST APPARATUS AND PROCEDURE 

The high temperature cycling test apparatus used in this work is 

basically the same as the one used in studies under NASA contract NAS3- 

7264 and described in more detail in references (2) and (4), The rig con- 

sists of a hydraulic power supply package, an actuator drive, and the seal 

test actuators, 
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The power supply c o n s i s t s  of an e l e c t r i c  motor-driven va r i ab l e -  

d e l i v e r y  pump, which i s  capable of supplying a  flow of 1 0  gpm a t  p re s su re s  

t o  4000 p s i .  This  hydrau l i c  u n i t  powers t h e  servo  c o n t r o l l e d  a c t u a t o r  which 

d r i v e s  t h e  s e a l  t e s t  a c t u a t o r s .  The s t r o k e  l eng th  and cyc l ing  speed of t h e  

d r i v i n g  a c t u a t o r  a r e  c o n t r o l l e d  by a  cam and v a r i a b l e  speed e l e c t r i c  motor. 

The s t r o k e  l eng th  i s  r egu la t ed  by. pos i t i on ing  t h e  se rvo  va lve  d r i v e  l i n k  

on t h e  cam. The d r i v e  l i n k  a l s o  serves  a s  t h e  feedback device  t o  c l o s e  t h e  

servo  loop.  Pressure  t a p s  a r e  i n s t a l l e d  i n  t h e  d r i v i n g  a c t u a t o r  p i s t o n  

chambers t o  monitor c y l i n d e r  pressure .  By monitor ing t h e  pressure  i n  t h e  

d r iv ing  a c t u a t o r  c y l i n d e r ,  an i n d i c a t i o n  of s e a l  f r i c t i o n  can be  obta ined  

throughout t h e  t e s t i n g .  A s  t h e  p re s su re  i n  t h e  d r i v i n g  a c t u a t o r  i s  a  

func t ion  of t h e  load  be ing  dr iven ,  a s t eady- s t a t e  p re s su re  value can be 

e s t a b l i s h e d  during t e s t i n g .  The rea f t e r ,  any i n c r e a s e  i n  s e a l  f r i c t i o n  o r  

d r i v i n g  load  would r e s u l t  i n  an inc rease  i n  p re s su re  over t h e  s t e a d y - s t a t e  

va lue ,  t hus  warning t h e  ope ra to r  of an impending malfunct ion,  

The t e s t  a c t u a t o r s  a r e  a t t ached  t o  a  common crank arm. Each t e s t  

a c t u a t o r  conta ins  two d i f f e r e n t  s e a l  conf igura t ions .  Pressur ized  f l u i d  

i s  suppl ied  t o  t h e  t e s t  a c t u a t o r s  from an accumulator under a  n i t rogen  

charge. Pressure  l i n e s  t o  t h e  t e s t  a c t u a t o r s  a r e  routed  separa te ly ;  shu t -  

o f f  valves a r e  i n s t a l l e d  on each l i n e  t o  permit shut-down of t h e  f a i l e d  

a c t u a t o r .  A f l o a t i n g  p i s t o n  i s  incorpora ted  i n  t h e  accumulator t o  provide 

a  b a r r i e r  between t h e  o i l  and n i t rogen .  The accumulator a l s o  se rves  a s  a 

f l u i d  make-up system t o  compensate f o r  leakages.  

F i l l i n g  of t h e  system i s  accomplished with a  hand pump. Leakage 

d r a i n  l i n e s  a r e  provided on each end of t h e  t e s t  a c t u a t o r  t o  monitor s e a l  

leakage,  System f l u i d  d r a i n  l i n e s  a r e  a l s o  i n s t a l l e d  on each a c t u a t o r  t o  
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f a c i l i t a t e  d ra in ing .  Thermocouples f o r  monitoring f l u i d  and s e a l  tempera- 

t u r e s  a r e  a l s o  provided. 

Tes t ing  of t h e  candida te  s e a l s  f o r  t h e  t h r e e  most promising one- 

inch  s e a l  conf igura t ions  along with t h e  previously developed 45' V-seal,  

t he  s e l e c t i o n  and d e s c r i p t i o n  of which were given i n  t h e  previous s e c t i o n ,  

was conducted concurren t ly  i n  two s e p a r a t e  t e s t  a c t u a t o r s .  These double 

ended a c t u a t o r s  were used i n  p r i o r  s t u d i e s  ( 2 )  and descr ibed  i n  t h e  

BACKGROUND s e c t i o n .  

Procedure f o r  conducting high frequency sho r t - s t roke  cyc l ing  t e s t s  

included continuous opera t ion  of t h e  t e s t  s e a l s  a t  a  f l u i d  temperature of 

500' F - + 2 0 ° ~  with shut-downs over weekends. The t e s t  a c t u a t o r s  were 

mounted under an  oven hood which in su red  maintenance of temperature of t h e  

t e s t  s e a l s  a t  t h e  same temperature a s  t h e  t e s t  f l u i d .  The cyc l ing  r a t e  

was 300 cpm - +25 cpm, and t h e  p i s t o n  rod t o t a l  s t r o k e  l eng th  was he ld  a t  

0.20 i n c h t O . 0 2  - inch .  The high frequency sho r t - s t roke  cyc l ing  t e s t  was 

s e l e c t e d  because previous work ( 2 )  had shown t h a t  t h i s  type  ope ra t ion  was 

t h e  most c r i t i c a l  p a r t  of an endurance duty cyc le .  The g r e a t e s t  wear had 

occurred during r ap id  sho r t - s t roke  ope ra t ion .  The t e s t  f l u i d  was ch lo r ina t ed  

phenyl methyl s i l i c o n e ,  and t h e  t e s t  was run t o  f a i l u r e  of t h e  s e a l s  o r  

completion of 20-mil l ion s h o r t - s t r o k e  cyc le s .  This i s  equiva len t  t o  opera-  

t i n g  f o r  about 3000 hours of s imulated f l i g h t  du ty  cyc le  opera t ion .  S e a l  

f a i l u r e  f o r  t h e s e  t e s t s  was def ined  as f l u i d  leakage from t h e  t e s t  s e a l s  

i n  excess  of one drop pe r  minute o r  approximately 3 cc pe r  hour.  This  i s  

a leakage  r a t e  comparable t o  t h a t  experienced with O-ring type  a c t u a t o r  

s e a l s  i n  p re sen t  day commercial j e t  a i r c r a f t  i n  normal opera t ion .  



EXPERIMENTAL 'TEST RESULTS 

Results of the high temperature cycling test are summarized in 

Table V. Of the four seals evaluated, the 30' V-seal and tapered leg 

V-seal, which are improved versions of the original 45' V-seal 

design, successfully completed the 20 million short-stroke cycle test. 

Both seals were subjected to a total of 1172 hours of operation of which 

80 percent of the time was at 500' F. As shown in figure 8, leakage 

accumulated at the end of the test was 27.5 cc and 25.5 cc for the 30' 

V-seal and tapered leg V-seal, respectively. The original 45' V-seal 

design developed excessive leakage after 11.3 million cycles. Figure 9 

depicts the condition of the seals after the high temperature cycling 

test. The 45' V-seal showed incipient cracks near the irr; ide radius 

of the seal. Erosion of material from the dynamic sealing portion of 

the seal is also evidenced. Both of these failure modes were exhibited 

by the 45' V-seal in prior testing (2), wherein failures occurred at 

approximately the same number of cycles in a similar manner. Excessive 

loading is believed to have caused both conditions. The 30' V-seal was 

in excellent condition except for a small circumferential crack on the 

outside surface of the outboard seal. As this seal was exposed to an 

air atmosphere, it was suspected that the crack was due to high tempera- 

ture air aging effects. The tapered leg V-seal was in good condition 

with no evidence of cracking. This fact points to the benefits 

derived from the use of tapered sealing legs. 



SUMMARY OF RESULTS 

Studies were made to further the development of high-temperature 

hydraulic actuator rod seals for advanced aircraft. The effort was 

directed specifically towards the use of polyimide as the seal material 

in the second stage of a two-stage configuration. Improvements were 

made on earlier V-seal designs and other designs were evolved which most 

effectively used the mechanical properties of the polyimide. Long-term 

cycling tests at 500' F - +20° F on the most promising second-stage seal 
configurations were conducted to evaluate design improvements. Testing 

of the candidate seals was performed concurrently in two separate test 

actuators using a chlorinated phenyl methyl silicone fluid. The actuators 

were operated continuously, except for weekends, at the test temperature 

until failure (fluid leakage exceeded 1 drop per minute rate) or until 

completion of 20 million short-stroke cycles. The cycling rate was 300 

cpm +25 cpm, the piston rod total stroke length was 0.20 inch +0.02 inch, - - 

and fluid pressure was 100 to 150 psig. The experimental data and analysis 

revealed the following: 

1. The capability of polyimide rod seals to meet the specified 

6 
goal of 20 x 10 short-stroke cycles at temperatures to 500' F with a 

leakage rate of less than one drop per minute, was successfully demon- 

strated by two seals: a tapered leg V-seql and a 30' V-seal both with 

dual loaded load springs, 

2. The use of a variable-thickness cross-section in a seal design, 

such as with the tapered leg V-seal, provided a minimum stress level 



which was found to be a practical approach for minimizing bending 

stresses at the critical notch sensitive areas of the seal. 

3 ?  The modified 30' V-seal showed improved flexibility with the 

use of longer seal legs. 

4. Asymmetrical loading provided by a dual load path loading device. 

with acting load rings and springs on both axial ends of the seal-ing element 

assembly, resulted in a more uniform and controllable seal load. 

5. The primary causes of failure of the 45" V-seal were excessive 

seal loading and uneven distribution of the load. This resulted in 

circumferential cracking at stress concentrations that exceeded the 

strength of the polyimide. 
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TABLE I - PROPERTIES OF POLYIMIDE MATEXIALS 
(at room temperature unless otherwise noted) 

*Thermoplastic polymer 
*)(Molded directicn 
"Cross direction 



TABLE I1 - RECOMMENDED ROD SEAL DESIGN AND MATERIALS 
(~rom ref. 2 ) 

Vascojet-1000 or 
Cobalt -molybdenum 
alloy (75%~0+257&0) 

%ealing elements. With the V-seal configuration, the inboard element is on the pressure side, 



Table 111. Typical Results-Hydraulic Actuator Seals 
( ~ r o m  re f .  2 )  

Wests  terminated a t  maximum leakage ra te  of 3 cc/hr. 
**Each thermal cycle 180 minutes. 

Thermal** 
Cycles 

315 

3 8 

89 

Seals 

Polyimide 
V-seal 

Cobalt -Moly 
Lip-Seal 

H-11 Tool 
s keel -Silver 
Reed Seal 

Mechanical 
Cycles, 
~ ~ i < l l i c , ? s  

Total 

10.0 

1 .4  

?*6 

Time* 
(hrs 

a t  500' F 

8.9 

1 .O 

2.2 

Total 

13 ,-8 

171 

433 

a t  500" F 

631 

77 

186 



Table I V .  Summary of Wear Compensation an5 Seal  Fr ic t ion  
n 

of Candidate Polyimide Seal  Configurations ( ~ r o m  r e f .  4 )  

*Standard load ring;  Be l lev i l l e  springs 
**Leaked a t  wear shown 

%**Modified load ring;  Be l lev i l l e  springs 

Configuration 

0.0027 a t  10.6 

0.0027 a t  3.0 

Wide Angle 
V-Seal 

Tapered Leg 
V-Seal 

sc 

3c** 

0.013 
(no leakage) 

0.006 
(no leakage) 

265 

150 

0.007 a t  16 

0.0027 a t  4 . 5  

64 

72 



Table V. Summary of High Temperature Cycling Test  With Polyimide S e a l s  
( ~ r o m  r e f ,  4 )  

S e a l  Configurat ion 

*Seal f a i l u r e  occurred a t  11.3 m i l l i o n  cyc le s ,  bu t  s e a l  was kept  under t e s t  t o  
ob ta in  a d d r t i o n a l  da t a .  

*West  d i scont inued .  
***Test stopped without  f a i l u r e  a t  conclusion of program. 
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Figure 2. - One- inch rod seal test actuator. 
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Figure 3. - Endurance test duty cycle. 

Figure 4. - Inboard element from one-inch polyimide 45" V-seal after 1358 
h r  duty cycle test at 500' F showing circumferential and radial cracks. 
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SEALING ELEMENTS 

(A) 45" V-SEAL, ORIGINAL DESIGN. 

(B) 30" V-SEAL WlTH SPLIT LOAD RING. 

(C)  TAPERED LEG V-SEAL WlTH SPLIT LOAD RING. 

8 Figure 5. - Rod seal designs with polyimide sealing elements. 
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Figure 6. - Load deflection test resu l t s  - inboard seal 
ins ide diameter radial deflection against radial load fo r  
th ree  candidate seal configurations. 
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F igure  7. - Effect o f  seal designs o n  f r i c t ion  and  sealing stress. 
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Figure 8. - Cumulative seal leakage high temperature 
cycling test at 5W0 F. 

Figure 9. - Inboard elements from one-inch polyimide 45" ?OO, and tapered 
leg V-seals after 500" F short  stroke cycling tests. 
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