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EKHSTEKCE OR NON-EXISTENCE OF A BOND- 
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ville, Ala., assignors to the United States of America 
as represented by the Administrator of the National 
Aeron~auties and Space Administration 
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ABSTFRACT OF THE DHSCEOSURE 
A device for testing the quality of a bond between a high 

density material and a low density material. The device in- 
cludes a coupler consisting of a material having predeter- 
mined mechanical impedance approximating the niechani- 
cal impedance of the low density malerial. An electro-me- 
chanical transducer is placed in contact with the coupler 
and is energiz~d from the output of the variable frequency 
oscillator. The coupler is placed in intimate contact with 
the low density material so as to convey rnechsnical vibra- 
tions fiom said electro-mechanical transducer to the low 
density material and to  receive reflected vibrations from 
said low density material. A microphone is also positioned 
on the c o ~ ~ p l e r  to convert the mechanical vibrations induc- 
ed therein into an  electrical signal. Means are plovided for 
varying the frequency of the oscillator until it coincides 
\vith one of the resonant frequencies of said low density 
lnate~ial  and indicating means are provided for indicating 
the amplitude and frequency of said resonant frequency. 

The invention described herein was made by employees 
of the United States Government and may be manufac- 
tured and used by or  for the Government for govern- 
mental purposes without the payment of any royalties 
[hereon or therefor. 

BACKGROUND O F  T H E  INVENTION 

The invention relates to a resonant inspection ap- 
paratus for inspecting and checking bonded material and 
mole particularly to an  apparatus for inspecting the 
quality of the bond between a low density material and 
high density material. 

The invention has particular utility in the testing of the 

tnnteriai unsatisfactory results have occurred for the fol- 
lowing reasons. If ihe iransducer is placcd on the high 
densily material side of the test body the presence or 
absence of a low density material on the opposed side 
of the high density material has little effect on the vi- 
brating metal and therefore the variation of the ampli- 
tude of resonant frequency is quite small. If the trans- 
ducer is placed on the low density side of the material, 
the mechanical impedance mismatch between the trans- 
ducer and the low density material is too great causing 
difficultv in transmitting the mechanical vibrations of 
the iraisducer to the test body. 

SUMMARY O F  T H E  INVENTION 

15 It is now proposed to provide a simple and reliable 
means for determining the amplitude variations of the 
resonact frequency of a panel consisting of a high den- 
sity material bonded to a low density material and there- 
by eliminate the foregoing difficulties. More particularly, 

20 this is to be accon~plished by the novel technique of in- 
ducing mechanical vibrations into the low density side of 
the panel through a coupler having a transducer and a 
pickup as an  integral part thereof. This technique cou- 
pled with the use of a coupler having a predetermined 

25 mechanical impedance approximating the nlechanical im- 
pedance of the low density material allows the coupler 
to be placed in intimate contact with the low density ma- 
t e~ ia l  so as to  convey the mechanical vibrations induced 
therein to the low density material and to receive re- 

30 flected vibrations from the density material with mininlum 
power loss. 

Accordingly, it is an object of this invention to provide 
an accurate and dependable inspection apparatus for 
checking bonded materials complising a low density ma- 

35 terial bonded to a high density material. 

BRIEF D B C R I P T I O N  O F  T H E  DRAWINGS 

These and oth-r objects and advantages of the present 
inveniion will be more apparent upon reference to  the 

40 folloaling specification, appended claims and drawings 
whei eirl: 

FIG. 1 is a perspective view of a resonant inspection 
apparatus according to the present invention; 

FIG. 2 is a longitudinal substrntially central section 
45 of the apparatus of FIG. 1; and 

FIG. 3 shows a curve of the variations versus frequency 
of the amplitude of resonant frequencies. 

bond between a metal panel on which is sprayed a foam 
composite which may have a density of the order of only DESCRIPTION O F  TIHE PREFERRED 

taro or three ~ o u n d s  ver cubic foot. During the fabri- 50 
EMBODIMENT 

cation of suchAarticles-a lack of bond between the metal Referring to FIG. 1, one of the articles that is to be 
and the foam may occur because of improper tempera- inspected by the present invention is illustrated as corn- 
ture of the foarn composite or. by too rapid cooling of prising a panel 11, consisting of a plate of metal 13 a n  
the finished article. The debonded parts of the foam a.re which is sprayed a foam composite 15. Because of the 
~:nattached or  insufficiently attached to the metal and can 55 arorementio~led difficulties in the manufacture of such 
flex inwardly and outwardly under facewise pressure. assemblies, it is not always possible i ! ~  high speed pro- 
Obviously such regions constiti~le weaknesses and defects d~iciion to secure perfect bond between all portions of  
that cannot be tolerated. the foam coinposite in the metal panel. This kind of 

Resonant ilii;pec:ion n~ethocls for irifpectiilg and test- d-fect is shown in an exaggerated manner at 17 in FIG. 
ing bonds are well kx~own in the art  anit are iiescribed 60 i .  I n  reality, this debond is generally so minute as to be 
for iastance in the U.S. Pat. No. 2,303,8$6 filed F-;,:b. i~:f%crili to detect by coi-rver-i"iiona1 inspcctioi~ means, es- 
!{I, 1955 under the title "12jwr~rtiii for ihc Deitri:?irz;ition pecially in viel,x/ of the aforemerrtioned diflicu?ties iacur- 
iii' ill< Exislcr~c!: or Noo--Ex!slcnce ::11d iiic Q~l ' i l i i  j or a r!::i in attempting to utilize cur~vcniioria~ iris~ection inearrs 
Yiondirrg Between Two Parts or Mci:\hers." Accortling in testing low density nlatel-iats. 
to these methods, frequency moiIu!ated mechanical vi- 65 In oriler to r:~pidly ant1 accurately ascertain whether such 
brations are transmitted to tlie test body kind ihe aiapli- as other. tlefccls in the bond between the metal and the 
tude variations of the resonant peaks of the output de- foam composite of the panels are present, the novcl 
tected signal indicate the clualiiy of the bond. These meth- appai.atus of the present invention is, so far as concerrls 
cds however have depended on the use of a high me- all essential elements shown in FIGS. ! and 2. The appn- 
chanical impedance transducer in intimate contact with 75 ratus includes a means for producing variable frequency 
the test body. If such a device is used in checking the illechanical vibrations generally indicated at 19, a cou- 
bond between a high density material and a low density pler 21 for receiving these niechanical vibrations znd 
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transmitting the same to the panel 11 and means gene~ally energized magnet 45 will be alternately attracted to and 
indicated at 23 for sensing the amplitude and frequency repelled from the solenoid 53 at a frequency determined 
of the vibrations that are reflected back fro111 the panel by the setting of dial 37. The mechanical vibrations gen- 
to the coupler. erated by this action are transmitted through the cou- 

The coupler 21 consists of a material having a prede- pler 21 to the foam composite 15 so as to cause the foam 
termined mechanical impedance approximating the me- to vibrate. The vibrations induced in the foam con~posite 
chanical impedance of the low density material to be 15 are in turn reflected back to the coupler 21 where they 
subjected to mechanical vibrations. As shown in FIGS. are sensed by the microphone 59. 
1 and 2, the coupler 21 consists of a foam material that At some particular setting of dial 37, the frequency of 
is generally cylindrical in shape and has a flat lower sur- the mechanical vibrations transmitted to the panel 11 
face 25 adapted to be placed in intimate contact with will be equal to the resonant frequency of the panel and 
the foam composite 15 over the area of the panel to be the amplitude of these mechanical vibrations will in- 
tested. The upper portion of the coupler is of tubular crease beyond some predetermined amplitude. The am- 
formation as shown at 27, said tubular portion being of plitude an11 frequency of these vibrations may be ob- 
less diameter than the lower portion of the coupler so as 15 served on the'screen 67 of the wave analyzer 61. In the 
to provide annular shoulder 29. The lower portion of case of the panel illustrated in FIGS. 1 and 2, it has 
the coupler is provided with a cavity 31 for presenting been found that the presence or absence of a bond be- 
shoulder 33 parallel to the plane defined by surface 25. tween the foam composite and the metal plate introduces 
Preferably though not necessarily the cavity 31 extends but a slight change in the frequency of the resonant fre- 
through the diameter of the coupler and is generally, 20 quency however, a principle change is observed in the 
triangular in shape. amplitude of the resonant peak. 

The vibration inducing means 19 includes a variable 'This is rnost clearly understood by reference to FIG. 
frequency audio-oscillatol 35. Such oscillator, which is 3 wherein \here is shown a graph of the variations, versus 
designed to give a voltage of substantially constant ampli- frequency of the amplitude of the mechanical vibrations 
tude over its entire frequency range, is provided with a 25 induced in the coupler 21 as sensed by the microphone 
tuning dial 37 which allows it to be adjusted to deliver and viewed on the screen of the wave analyzer. In 
a voltage of any desired frequency between 20 and 20,0100 FIG. 3, tha full line curve corresponds to a nonbonded 
cycles per second. The output from the audio-oscillator area whereas the dotted line corresponds to a bonded area. 
is delivered to lead wires 39 and 41 which feed an edctro- In FIG. 3, fl  is the fundamental resonant frequency while 
mechanical transducer generally indicated at 43. 30 j',, f3 correspond to successive harmonics of the resonant 

As shown in FIG. 2, the transducer 43 includes a driven frequency. As will be readily apparent from inspection of 
element 45 consisting of a magnetic material and an elec- FIG. 3, a nonbonded area is clearly shown by the increase 
tromagnetic cup core 47 having an end portion of tubu- in the amplitude of the resonant peak of the resonant 
lar formation as shown at 49 and having a center post frequency fl, which increase is a result of lack of dampen- 
51 on which is wound solenoid 53. In the now preferred 33 ing or absorption of the mechanical vibrations at an area 
embodiment of the invention, the driven element 45 com- that is not bonded. 
prises a permanent magnet that is disposed within the Although the present invention has been specifically 
bore of the tubular portion 27 of the coupler 21 with described, for purposes of illustration, as being used in 
its magnetic poles aligned in a vertical direction. A plug testing panels consistings of a plate of metal to which 
55, consisting of a foam material is inserted over the 40 is sprayed a foam composite, it is obvious that it also 
magnet and is adhesively bonded to the coupler. The finds utility in the testing of panels of a wide variety of 
defith of the bore of the tubular portion 27 is such as other kinds of materials. The nature and scope of the 
to dispose the upper face of the plug flush with the present invention having been indicated and the preferred 
upper surface of the tubular portion 27. embodiment of the invention having been specifically 

The electro-magnetic cup core 47 has formed in its 45 described, what is claimed is: 
wall an opening 57 through which extend leads 39 and 1. An inspection device for determining the existence 
41, which leads are connected to opposite ends of the of nonexistence of a bond in a panel of a high density 
solenoid 53. The electro-magnetic cup core 47 is inserted material bonded to a low density material comprising: 
over the tubular portion 27 of the coupler 21 and rigidly a variable frequency oscillator having an output circuit; 
affixed thereto such as by adhesive so as to inhibit rela- 50 a coupler, consisting of a material having a predeter- 
tive movement between the cup core and the coupler. mined mechanical impedance approximating the me- 
Preferably the height of the tubular portion 27 is such as chanical impedance of said low density material, said 
to receive the face of the center post 51 flush with the coupler disposed on the surface of said low density 
upper face of the plug 55 and to receive the lower surface material so as to transmit mechanical vibrations in- 
of the tubular portion 49 flush with the annular shoul- 55 duced in said coupler to said panel and to receive 
der 29. baok reflections therefrom; 

The means for sensing the vibrations induced in the cou- electro-mechanical transducer means connected to said 
pler W includes a pickup, such as a contact microphone output circuit of said oscillator and adapted to in- 
59. As shown in FIGS. 1 and 2, the microphone is sup- duce mechanical vibrations in said coupler; 
ported by the shoulder 33 and is preferably adhesively 60 means for varying the frequency of said oscillator until 
bonded thereto. The microphone converls the mechanical it coincides with the resonant frequency of said 
vibrations induced in the coupler into an electrical signal panel; 
which is fed to indicating means 61 by leads 63 and 65. vibration detecting means responsive to the amplitude 
The indicating means are effective to indicate the fre- vibrations induced in said coupler and adapted to pro- 
quency and the amplitude of the mechanical vibration and ( i~  duce a signal in accordance therewith; and 
may comprise a conventional wave analyzer having a means responsive to said signal for indicating the am- 
screen 67 on which the pattern of the cathode ray tube plitude of said signal. 
is projected. 2. The device of claim 1 wherein said electro-mechani- 

In order to employ this apparatus for testing the panel cal transducer includes a driven element consisting of a 
11, surface 25 of the coupler 21 is placed in intimate con- 70 magnetic material disposed in contact with said coupler 
tact with the foam side o l  the panel. The oscillator 27 is and an electromagnet, having an input connected to the 
then energized and the dial adjusted so as to cause the output circuit of said oscillator, mounted on said coupler 
frequency of the oscillator to gradually increase across in coacting relationship with said driven element so as to 
the frequency spectrum that is being scanned. In opera- alternately attract and repel said driven elenlent in accard- 
tion, it wjl] be apparent that when the oscillator 27 is 75 ance with the frequency of said oscillator. 
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3. The devlce of cfal,fi 1 wherein said etectio mechani- on said opposite end in coacting relationship with said 
cal transducer includes a driven element consisting of a c1:iven element 50 as to alternately attract and repel said 
magnetic mateiial secured to said coupler and an etectro- d~ivcn element in accordance with the frequency of said 
magnet, having an input connected to the output circuit oscillator. 
of said oscillator, mounted on said coupler in coacting 6. The device of claim 5 wherein said driven element 
relationship with said driven element so as to alternately ' comprises a permanent magnet. 
attract and lepel said driven element in accordance with 
the frequency of said oscillator. References Cited 

4. The device of claim 1 wherein said coupler comprises UNITED STATES PATENTS 
a body having a first end presenting a f i s t  surface adapted 

2,903,886 to be disposed in contact with said low density material, 9/1959 Renant. 

said body having a cavity spaced from said first end 3,016,735 1/1962 Arnold et al. -------- 73-67.1 

presenting a second surface parallel to said first surface 3'058~539 ----------- 73-67'1 XR 

and said pickup means comprises a microphone secured 3,335,602 8/1967 Martner ------------ 73-67.1 

to said second surface. 
5. The device of claim 4 wherein said electro-mechani- 

15 JAMES J. GILL, Primary Examiner 

cal transducer nieans includes a driven element consisting U.S. C1. X.R. 
of a magnetic material secured to the end of said body 73-71.5 
opposite said h s t  end and an electromagnet, having an 
input connected to the output of said oscillator, mounted 20 




