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SUMMARY

A study was made of the effects of the conditions of char
formation on the physical properties of charred phenolic-nylon of
0.577 gm/cm3 density. It was found that the thermal conductivity
and several of the monitors correlate well with degradation condi-
tions. The monitors included electrical resistivity, sonic velocity,
porosity, lattice spacing and crystallite size.

Chars were prepared in the laboratory at'controlled heating
rates to various temperatures. The chars formed in the laboratory
at heating rates above about 17 x 10 W/m2 were found to be essen-
tially the same as chars prepared at the "use" conditions in the
arc-jet. The parameters varied were heating rate, residence time-at-
temperature and maximum exposure temperature.

Chars prepared at very low heating rates but taken to high final
temperature were found to be non-graphitizable and carbon-like even
after subsequent exposures to 3000 K for relatively long times. At
heating rates above about 17 x 10" W/m2 and with any final temperature
above 2000 K the chars were found to be quite graphitizable and
graphite-like with further graphitization possible when exposed
subsequently to, say, 3000 K.

For the chars prepared by rapid degradation, the crystalline
nature and hence the thermal conductivity was found to be more
dependent on residence time-at-temperature and the maximum exposure
temperature. The monitors confirmed this behavior and provided
quantitative results for these effects. The monitors which were
found to be most sensitive to changes in the char as a function of
thermal exposure were electrical resistivity, lattice spacing,
crystallite size and thermal conductivity. The first three monitors
also correlated well with thermal conductivity.

Dramatic effects were observed for the thermal conductivities of
the rapidly formed chars as a function of the residence time-at-
temperature and the maximum exposure temperature. The thermal conduc-
tivity shifted significantly upward as the residence time and maximum
temperature were increased. These effects were most pronounced at
temperatures above 2000 K. The typical shift to lower temperatures
in the maximum of the thermal conductivity curve with increased
crystalline order was observed.

Limited studies were also made on chars made from high-density
phenolic-nylon and phenolic. The trends in the properties of these
chars as a function of the degradation conditions were similar to
those of the charred low-density phenolic-nylon. The char from the
high-density phenolic-nylon was very much like that of the charred
low-density phenolic-nylon except that it had a higher bulk density.
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Data are also presented for properties other than those
mentioned on the previous page. Measurements of weight loss,
shrinkage, bulk density, true density, thermal expansion and
sonic velocity are presented for the various chars.

An estimate was made of the thermal conductivity of the
charred low-density phenolic-nylon as a function of temperature
during ablation. The estimate was made by extrapolating the
measured thermal conductivity values of the chars prepared at various,
formation temperatures. Then the locus of points of thermal conduc-
tivity at the formation temperature .were connected. The values thus
obtained were found to be somewhat lower than previous estimates for
the charred low-density phenolic-nylon but in good agreement with
chars formed in arc-jets.

INTRODUCTION

This is the final report to the National Aeronautics and Space
Administration, Langley Research Center, for the work performed under
Contract NAS1-10517. The purpose of this study was to investigate
the effects of the conditions of char formation on the physical and
structural properties of chars prepared from phenolic-nylon.

Specifically, the objective of this work was to investigate the
relationships between physical and structural properties and the
parameters which control degradation. The conditions of char forma-
tion considered were heating rate, time-at-temperature and maximum
temperature. Chars were prepared in the laboratory from 0.577 gm/cm3

phenolic-nylon at various heating rates to various maximum temper-
ature levels. The chars were held at temperature for specific times
and then cooled. The physical properties of the chars thus prepared
were then measured at 300 K. The physical properties measured were
electrical resistivity, ultrasonic velocity, bulk density, true
density, lattice spacing, crystallite size, porosity, thermal
expansion, weight loss and shrinkage. In addition, thermal conduc-
tivity measurements were made on selected chars over the temperature
range from about 350 K to 1100 K.

Once a material is "carbonized or graphitized and cooled rapidly
from the maximum exposure temperature, the properties are essentially
"locked-in" for the material as they were at the maximum condition.
Then, if properties are measured at temperatures far below the
maximum exposure temperature, one is characterizing the physical
state of the material at the stage of carbonization or graphitization
which was achieved by the high temperature exposure. Hence, the method
of heating and cooling used in'this program allowed a study of the



effects of the various exposure conditions on the physical state of
the ablative chars formed at the various conditions. This provides
one with quantitative measurements of the effects of the exposure
conditions on the nature of the material (i.e., the degree of
graphitization and the subsequent change in thermal conductivity).
Such information should eventually allow one to predict the
transient response of the thermal conductivity during ablation.
However, the primary objective of this program was to see if correla-
tions exist, between the degradation conditions and the physical,
monitors and also between the physical .monitors and the thermal .. ; ..
conductivity. '- .. "- :; '': /-'•''••.•••"•"•' •• -•-•'•-'"•.• •••-';'"••• '>'•••'•'• (^ •'••:;.'• ''•'•' ..•' '••'•

When an ablative material is degraded, a carbonaceous structure
is formed. At the formation temperature the structure is that of an
amorphous or nongraphitized carbon. As the temperature is increased
the structure becomes more ordered with a subsequent increase in
thermal conductivity. The ordering of the structure is dependent
upon at least the temperature level, the time-at-temperature, heating
rate and probably environment. However, it is not known whether or
not this effect is due to the basic way in which the polymer degrades
as a function of heating rate or events induced by vapor deposition
of carbon from the pyrolysis gases. Generally, phenolic-nylon is
thought to be non-graphitizing. This conclusion was true at very low
heating rates but not true for chars prepared at heating rates above
those very low values.

The effective thermal conductivity, of an ablation char formed
from phenolic-nylon is controlled primarily by the thermal conduc-
tivity of the solid material in the char. Hence, the study concen-
trated on the effects of the degradation conditions on the nature of
the char solid.

Most of the studies were performed on 0.577 gm/cm3 phenolic-
nylon which was degraded in the laboratory. However, limited studies
were performed on arc-jet chars from the same material, high-density
phenolic-nylon and phenolic.

SPECIMEN MATERIALS AND CUTTING PLANS

The materials used for the studies were supplied by the Langley
Research Center. The standard material used was low-density phenolic-
nylon with a virgin density of 0.577 gm/cm3 and was manufactured by
Hughes Aircraft Company. This material was supplied in panels about
38 cm x 46 cm x 3.2 cm thick. The panels used in this program were



designated as 1, 7 and. 11. "The panel number was used as a suffix
before the specimen.'number in identifying the specimens. The
composition of this material was as follows:

Constituent

Phenolic microballohs
Powdered phenolic resin
Powdered nylon

Designation

Union Carbide BJO-0930
Union Carbide BRP-5549
6/6 Nylon, Dupbnt
Zytel 103

Percent by Weight

23
37
40

In addition, a high density phenolic-nylon material was
supplied. This material had a virgin density of about 1.202 gin/cm3

and consisted of 50 weight percent of BRP-5549 phenolic powder and
50 weight percent of zytel 103 nylon. This material was supplied
in a panel about 38 cm x 46 cm x 3.2 cm thick.

The phenolic used in the program was made from the same phenolic
resin as was used in the low-density material and contained no filler.
The density of the virgin phenolic was about 1.250 gm/cm3. The
phenolic which was supplied was a chord from a circular billet and
was about 30 cm long x 8 cm wide x 6 cm thick.

Arc-jet chars were made by the NASA Langley Research Center.
The arc-jet chars were made from the phenolic-nylon with a density
.of 0.577 gm/cm3. 'Arc-jet specimens were 7.62 cm diameter by 2.54 cm
thick. Charring was performed in an arc-jet at the following nominal
conditions:

Test Gas
Cold Wall Heat Flux
Stream Enthalpy
Model Pressure
Exposure Time

= Nitrogen
= 227 x 10" W/m2 (200 Btu/sec ft2)
= 23 258 J/gm (10 000 Btu/lb)
= 5.1 x 103 N/M2 (0;05 atmospheres)
= 400-500 Seconds

Pictures of the arc-jet chars are presented in Figure l.

Blanks for charring in the laboratory were cut from the panels
which were supplied. The blank dimensions were 4.81 cm wide x 5.08
cm long x 0.952 cm thick. The thickness directions of the blank were
taken in the thickness directions of the panels.

The cutting plans for specimens from the arc-jet chars are
presented in Figures 2 and 3. Shown in Figure 2 is the cutting plans
used to obtain specimens for thermal conductivity, electrical



resistivity, bulk density and sonic velocity. Shown in Figure 3 is
the cutting plan for specimens for thermal expansion. Note that
specimens were obtained at three different depths from the heated
surface.

APPARATUSES AND PROCEDURES

Char Preparation

Chars were prepared in a high temperature furnace which employs
an electrically heated graphite heater tube. The heater tube is
cylindrical in shape. The heater tube temperature is controlled
manually with a powerstat which drives a 25 kw transformer.

In most cases, chars were prepared by immersion of the char
blanks in the furnace after it had been preheated to a selected
temperature level. The char blanks which were 4.81 cm wide x 5.08
cm long x 0.952 cm thick were supported in a holder which could be
rapidly inserted or extracted from the furnace. A picture of the
specimen holder is given in Figure 4. Two blanks were charred at
.the same time. The blanks were placed back-to-back and were
separated by graphite felt. ' Graphite felt insulation was also used
around the edges of the specimen to prevent lateral heating. Thus,
only one face of each blank was directly exposed to the heater tube.
The back-to-back arrangement provided essentially one-dimensional
heating of the char blanks by insulating the back surface of each
blank.

The maximum temperature was measured for each char prepared.
This was done by measuring the face temperature of the char through
the sight port in the furnace. Temperatures were measured either
with chromel/alumel thermocouples installed at the specimen surface
through the sight port or by direct readings with an optical
pyrometer. When using the optical pyrometer, appropriate correc-
tions were made for the sight window.

Some specimens were left in the furnace to cool after the
power had been turned off. These specimens have been designated as
"in-furnace" cooling. The specimens made from the middle to the end
of the program were rapidly cooled. This was done by withdrawing
the specimens from the furnace at the end of the heating cycle and
.placing them inside a cold cylinder purged with helium. These
specimens cooled rapidly by radiation and have been designated as
rapid cooling by radiation.

A helium purge was used in the furnace during all of the char
work. A helium purge also was inserted at the bottom of the heater
tube and. the gas traveled from bottom to top.: This was used to



sweep the pyrolysis gases toward the top of the furnace.

The heating rate was specified as the radiant cold wall.heat
flux from the heater tube to a specimen with an emittance of 0.8.
The correlation between furnace preheat temperature and cold wall
heat flux is given in Table 1. The correlation is also rather
good between the radiant cold wall heat flux and the convective
cold-wall heat flux in a high enthalpy nitrogen gas stream. For
example, at a furnace preheat temperature of 2500 K, the radiant
cold wall heat flux is 177 x 10'* W/m2 and the surface quickly
reaches a temperature of abcfut 2500 K. In a nitrogen arc at high
enthalpy the surface temperature is estimated to be about 2589 K
at a convective cold wall heat flux of 227 x 10^ W/m* (200 Btu/sec
ft2).

The thermal response of the chars prepared in the laboratory
were defined from measurements of temperature at the surface and
in-depth. Chromel/alumel thermocouples were installed in the char
at a distance of 0.715 cm from the heated surface. The thermo-
couple wires were housed in double bore alumina tubing and were
inserted in holes drilled parallel to the heated surface. The
thermocouple wires melted at the point of exit from the specimen
unless special provision was made to insulate them. The wires were
insulated above the specimen with phenolic-nylon tubes placed around
the insulator. These tubes were made to about the same thickness
as the depth of the thermocouple from the surface.

The temperature measurements were used to define the heat
treatment of specimens as to the time required for the front face
and the in-depth thermocouple to achieve equilibrium. This aided
in defining the uniformity of the char with regard to temperature
exposure. Further, the time required to reach a uniform temperature
at various furnace preheat conditions was utilized as a base for
varying the residence time in the furnace. The results of the
initial- measurements which established the response were used
throughout the program as being representative for all chars
prepared.

Other specimen configurations were tried but the configuration
described above was found to provide the most useable and geometri-
cally stable char. For example, a very thin blank was used but was
found to warp excessively. A blank was heated from both sides and
contained a large central void. The specimen configuration selected
seemed to provide the best tradeoff between geometric stability and
a reasonable thickness for the subsequent physical measurements.



Special Char Handling Methods

Some special techniques were used to handle the ablative chars
in order to make samples on which subsequent physical property
measurements could be made. Most of the chars prepared at 2500 K
and above were made into specimens by hand working. This involved
careful sanding with 400 grit sandpaper to some thickness at which
flat surfaces could be obtained. Then, the diameter was obtained
by sanding on the edges of the blank after it was placed between
two aligned steel references 1.905 cm in diameter. Extreme care
was exercised in all sanding operations to prevent tearing the
sample.

Some of the chars prepared at temperatures below 2500 K were
also made into specimens by the sanding technique. However, most
of these samples were extremely friable and an impregnation tech-
nique was used. The charred blanks were impregnated with Amoco resin
18-210 prior to a machining operation. Then, the samples were
machined to the desired dimensions. The impregnant was removed by
baking the machined sample in an inert environment for about 1 hour
at 672 K. At this temperature the resin turns to a gas and leaves
the specimen with essentially no residue.

An addition to the impregnation technique was added late in the
program. Thin-walled rings made of transite were placed around the
impregnated specimen after it had been machined. The rings were
made about 0.075 cm thinner than the sample. These rings were left
on during the bake-out operation and throughout subsequent electrical
resistivity and sonic velocity measurement. This approach proved to
be quite an aid in keeping the sample intact throughout the measure-
ments. Of course, the rings were removed for thermal conductivity
measurements.

Thermal Conductivity

A comparative rod apparatus was used for measurements to 1089 K.
A complete description of the apparatus is given in Appendix I. The
procedures for the evaluation were somewhat different from those
given in the appendix. Since a thin sample was used the normal
procedure of installing thermocouples inside the sample could not be
used. Instead, the temperatures of the sample were measured at the
surfaces. The technique used has been successfully employed in prior
programs.

A schematic of the modified technique used for these measurements
is given in Figure 5. A thin specimen was sandwiched between two
sheets of Grafoil 0.025 cm thick and a "bare-wire" method was used to



measure the temperature of the Grafoil. The method consisted of
pressing bare thermocouple wires against the surface of the Grafoil
with a separation between wires of no more than 0.16 cm. This
allowed the Grafoil to form the junction of the thermocouple. The
thermocouple wires were inserted in double bore alumina insulators,
and the ends of the wires were flattened to a thickness of 0.005 cm
or less. The flattened ends of the wires were pressed against the
surface by boron nitride discs which were slotted to the centerline
to receive the insulator. The Grafoil was used on the surface of
the sample because the specimen was highly porous. Had bare wires
been used on the surface of the sample a surface temperature would
probably not have been measured. Past experience has shown that
Grafoil provides a good interface between two materials. In
reducing the data, the temperature drop across the Grafoil was
subtracted from the measured temperature difference. This correc-
tion normally was less than 2 percent of the total measured tempera-
ture difference.

The thermal conductivity of the specimens was reduced from the
measurements as follows: the heat flux densities through the top
and bottom references were calculated from the equation

Q - k AT
A ~ • AX

where

2. = heat flux density
f\

k = thermal conductivity of reference
AT = temperature difference across gage length of

reference
AX = gage length of reference

Under ideal conditions, the heat flux densities through the top and
bottom references are identical. However, because of imperfect
guarding and radial heat flow, this condition is seldom achieved in
practice. Therefore, the heat flux through the specimen is taken
as the average of the heat fluxes through the top and bottom refer-
ences. Then the thermal conductivity of the specimen is calculated
from the equation

k = ft
s A

M. (2)
AT



The thermal conductivity of the specimen in terms of the thermal
conductivities of the references arid the temperature differences
in the references can be derived by combining equations (1) and
(2)

ks =
i j
AX AX,

AXC

2AT: (3)

1 where subscripts s, 1, and 2 refer to the specimen, and lower and :
upper references, respectively. . -,

All temperature measurements were made with Chromel Alumel
thermocouples. Code 9606 Pyroceram was used as the reference
material for the measurements. Thermatomic carbon was used as

t~ insulation in the annulus between the central column and the guard
1 heater. '•

- k All.measurements were made in a nitrogen environment.

There were two sources of error in the thermal conductivity
measurements made in this program. The first error involves heat
shunting around the sample which provides an erroneously high value
when the thermal conductivity of the sample is below about 1.442
. W/m-K CLO Btu in./hr ft2 °Fji This error decreases as the thermal
conductivity of the sample increases. The second error is due to
the interface resistance between the Grafoil and the sample which

.-,„• provides too high a measured temperature difference and hence an
'-." erroneously low value of thermal conductivity. Corrections were
,, .made for both of .these sources of uncertainty.. . . . ; „ . ... . .... •

sV The heat bypass error was defined from an analysis given by
; Flynn [1, 2]1. According to Flynn the error is defined by ' .

'?£$'.<'.--•'..;«||SJrV?H-...
' "i&Si&fi"'. •
'-,i-S--> ' "
- J-_v~"". >
"Ŝ Vi. • ' -

• :,. (4)

-ilp^ Bracketed quantities refer to references cited at end of report,



5T' iT( ' F - ;' (5)
•K K ) F

where- -'-:•-- •

;.•"-. k,_ = corrected value of thermal conductivity

'..'•'.' km = measured value of thermal conductivity

' •-••'::•'•:'" a = k:.
'% "TJ ;g

:,i.:i k. =• thermal conductivity of insulation around specimen ••

..• . ,. .:., kR = thermal conductivity of references

'•••••• F = a~ geometric factor " • "•- ' . ;

'"The'value of Fq" depends upon the ratio of sample diameter to
guard diameter and the temperature gradients in the guard relative
to those'in the central column [2]. For the experimental configura-
tion used in this program, the specimen diameter was 1.905 cm and
the diameter of the guard column was 5.08 cm. From prior studies
here on thin samples,'the value of F has been estimated to be 2.6.
This value was, used for the corrections in this program.

The. thermal conductivity values used for the thermatomic carbon
are given in Figure 6. The thermal conductivity values used for
the Code 9606 Pyroceram references are given in Figure 7.

With the use of equations (4) and (5) and the thermal conduc-
tivity 'values given in Figures 6 and 7, a set of correction curves
was developed which provided the corrected thermal conductivity in
terms of the measured thermal conductivity for various mean tempera-
tures . These curves are presented in Figures 8 and 9. Shown in
Figure 8 are the correction curves for measured values up to 2.163
W/m-K. Shown in Figure 9 are the correction curves for measured
values from 1.442 to 10.094 W/m-K.

In order to check the correction procedure an experimental
measurement was made on FM5131 (phenolic-silica) which has a low
value of thermal conductivity. The thermal conductivity of this
material had previously been defined with the ASTM C-177 guarded
hot plate apparatus. The results of this test are presented in
Figure 10. The solid line shown in Figure 10 represents the values
measured with the guarded hot plate. The circles are the values
which were measured in the comparative rod apparatus. The X's
given in Figure 10 are the values as corrected for heat bypass from
Figure 9. Note that all of the corrected values agree within about
5 percent with the values defined from the guarded hot plate measure-
ments. Hence, the correction procedure appears to be a logical
analysis of the data. - . _
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r;-?s. The error due to interface resistance was defined from the
''•?'* equation

SV k = 1 - -
*'V"• XT - i - i . -

i::-'- ' V hAx

A-. •' • .
.r where •

., kT = corrected value of thermal conductivity

;: k = measured value of thermal conductivity

h = combined interface heat transfer coefficient for both
interfaces

/" AX = specimen thickness . .

;:" A value for the interface coefficient of 1135 W/m2-K was
- used for the correction analysis. This value was obtained from
prior measurements between Grafoil and specimens with thermal
conductivities ranging from 2.45 to 4.33 W/m-K. The corrected
thermal conductivity is plotted versus the measured thermal
conductivity in Figure 11 for various specimen thickness. Note
that the correction is 14 percent for a measured thermal conduc-
tivity of 5.77 W/m-K and a sample thickness of 0.38 cm.

The correction for interface resistance was applied to the
measured values after, they had been corrected for heat bypass.

The uncertainty in measurements with the comparative rod
apparatus is ±5 percent for the standard configuration. For the

. modified technique vised in this program, the uncertainty is
estimated to increase to ±10 percent. The increase in uncertainty

fcwis attributed to the uncertainties involved in the correction
'":Vv procedures.

•.. Electrical Resistivity

Electrical resistivity measurements on the chars were very
difficult because of the limited specimen thickness. The
thinner samples introduced a problem with interface resistance.
•because voltage probes could not be made inside'the material.
• Several methods were tried in an attempt to overcome this problem
and the best method was adopted.

The apparatus which was used to measure electrical resistivity
is shown schematically in Figure 12. The sample was placed between



two discs of 0.0254 cm thick Graf oil and this was in turn placed
between two stainless steel references to which the current leads
were attached. The stainless steel references were electrically
isolated from 'the support fixture and were dead weight loaded
with a. spherical joint under the bottom reference to facilitate
alignment of the contact surface.

Voltage was measured with two aluminum foil voltage taps
placed between the specimen and the Graf oil. The aluminum foil
was about 0.001 cm thick and was cut into strips about 0.159 cm
wide x. 6.35 cm long. The voltage .taps .were placed diametrically
across the sample and reached past the center line.

A d.c. current was passed through the sample from a constant
voltage power supply and was measured with a precision d.c.
ammeter accurate to about 1 percent. Voltage was measured with a
.Leeds and Northrup Type K-3 potentiometer.

One would suppose that the measured values of electrical
resistivity would be low because of the potential drop between
the Grafoil and the specimen. However, it was found that non-
uniform current distributions could provide high values. This was
evidenced by the fact that in some cases the measured value of
resistivity increased as the load on the specimen was increased.
The ball joint connection was important in providing a uniform
current distribution.

The nominal sample dimensions used was 1.905 cm diameter by
0.508 cm thick. The thickness varied from sample to sample.

The measurements were made at 300 K under a dead-weight load
of 18.14 kgm. This was sufficient to. cause the sample to indent
the Grafoil uniformly. .

Electrical resistivity was calculated from the equation.

p = AV
I

(7)

where

p= electrical resistivity
AV = voltage drop across sample
A = cross-section area of sample

. .1 = direct current
L = sample thickness

All measurements were made with a current of 1 amp.

12 . .



The uncertainty in the measurements was checked with some test
runs. One test involved using a porous char specimen which was
about 1.905 cm long. First, measurements were made on this sample
with voltage probes inserted in the sample 0.790 cm apart. This
provided a value without an interface problem. The value measured
at 22.68 kgm load was 33 100 yfi-cm. The char was then sanded to
a thickness of 0.627 cm and the surface technique of measuring
voltage was used. The value measured on the thin char at 22.68 K
gm load was 33 300 yft-cm. Assuming isotropy, agreement was good.

A further test involved measurements on one of the chars
prepared in this program (Specimen 11-122) which had been exposed
to 3100 K. Measurements were made on this sample at a thickness of
0.503 cm and then it v/as sanded to 0.254 cm and the measurements
repeated. At 18.14 kgm load, a value of 7900 yfi-cm was measured
with the sample 0.254 cm thick and a value of 8200 V^-cm was measured
with the sample 0.254 cm thick. The fact that the measured value did
not increase significantly when the sample thickness was halved
indicates that the interface voltage drop was a small portion of the
total. However, the overall value for the char may have changed due
to the sanding since the char probably had somewhat of a variation
in property through the thickness due to the degradation process.

Further experimental measurements on a low-resistivity graphite
(p - 900 yft-cm) indicated that the total interface voltage drop
should at worst be 0.5 mv at 1 amp current for a 1.905 cm diameter
specimen. This would indicate a 30 percent error for the lowest
resistivity char evaluated (p = 6000yfi-cm)

To summarize, the uncertainty in the electrical resistivity
measurements is estimated to be a maximum of 30 percent for the
lowest resistivity chars. More realistically, we expect that for
most chars the uncertainty was on the order of 10 percent when good
uniform contact was achieved as evidenced by a uniform impression of
the char on the Grafoil.

Sonic Velocity

The basic apparatuses used in the measurement of ultrasonic
velocity were a Sperry UM721 Reflectoscope and a Tektronix 564
Oscilloscope. Velocity is evaluated using the through-transmission,
elapsed-time technique. The Sperry UM721 is used as the pulser, and
the Tektronix 564 complete with a 3B3 time base (precision of 1
percent) and a 3A3 vertical amplifier is used as the signal measuring
device.

13



In .using the through-transmission, elapsed-time technique for
measuring acoustic velocity, a short pulse of longitudinal-mode
sound is transmitted through the specimen. An electrical pulse
originates in a pulse generator and is applied to a ceramic piezo-
electric crystal (SFZ). The pulse generated by this crystal is
transmitted through a short delay line and inserted into the
specimen. The time of insertion of the leading edge of this sound
beam is the. reference point on the time base of the oscilloscope -'•
which .is used as a high-speed stopwatch. When the leading edge of •
this pulse of energy reaches the other end of the specimen, it is
displayed-on the oscilloscope." The difference between the entrance
and exit'times is used with the specimen length in calculating .;'
ultrasonic velocity. A short lucite delay line is used to allow ,
time isolation of the sound wave from electrostatic coupling and to
facilitate clear presentation of the leading edge of the entrant
.wave resulting in a more accurate "zero" for time. '

Using 0.5/1.0 MHz transducers coupled with alcohol, the
precision for this velocity measurement technique has been established
for polygraphites such as ATJ-S to be ±0.005 cm per microsecond for
a 10.16 cm long by 1.27 cm diameter specimen, to be ±0.025 cm per
microsecond for a 0.635 cm long by 0.635 cm diameter specimen.

For the measurements in this program, a solid coupling media
was used between the specimen and transducer to provide a clear
signal. Sheets of silicone gum rubber about 0.318 cm thick were
used at each interface. The transducers were loaded against the
gum rubber with a loading fixture which works like the spindle on
a drill press. Generally, this technique provided a reasonably
clean signal for the measurements.

Using the gum rubber technique, the repeatability of the
measurements was about 0.0127 cm per microsecond was obtained. In
many cases, the specimen was destroyed when unloading after the
test.

Thermal Expansion

Thermal expansion was measured with the quartz dilatometer
described in Appendix II. ..Normally, a 7.62 cm specimen is used.
Since the chars in this program were so thin, several, squares of
material about 0.508 cm long were stacked to provide a longer
specimen.

A schematic of the method used to measure the thermal expansion _-^~
of the thin char samples in the charring direction is given in :"~
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Figure 13. Squares of charred material about 0.635 cm x 0.635 cm
x 0.508 cm thick were stacked inside a holder with a square
section to provide either a 2.54 cm or a 5.08 cm sample, depending
upon the amount of material available. Since the apparatus was
calibrated for a 7.62 cm long specimen quartz extension rods were
placed on either end of the sample. These rods were flat on the
end which contacted the sample and had a 7.62 cm spherical radius
on the other end.

The holder which contained the sample and extension rods was
inserted in the dilatometer tube. Then the push rod was placed
in the tube and the remainder of the buildup and evaluation was by
standard techniques.

In some cases, the chars were impregnated with Amoco- resin
18-210 prior to being machined into the squares. For those runs,
the impregnated sample was built up as described and the impregnant
was baked out by heating to about 672 K for one hour. After the
bakeout, the apparatus was cooled to 300 K, initial dial gage
readings were obtained and the measurement was made.

The calculation of the unit thermal expansion of the specimens
was not as straight forward as it normally is because allowance had
to be made for the extension rods since the specimen was less than
7.62 cm long. The unit thermal expansion was determined from the
following equation:

AL
L

IAL] IAL
IH + IT: QC

(8)

where

L~| = unit thermal expansion of specimen

_; observed total thermal expansion divided by-
length of specimen and extension-rod

AL

QC

E

L.

= correction for dilatometer tube based on 7.62 cm
3 inches long specimen

= unit thermal expansion of quartz extension rod

= specimen length

= length of quartz extension rod . .

L = LE 4-



In using equation (8),
L E

was obtained from the MBS curve

for fused silica. The correction for the dilatometer tube was
obtained from calibration runs on a fused silica standard.

The uncertainty of these measurements with the quartz dila-
tometer is estimated to be .±0.2 x 10~3 cm/cm.

Lattice Spacing and Crystallite Size

The d002 lattice spacing and the L002 crystallite size were
measured by x-ray diffraction techniques. The equipment for
these measurements consisted of a Siemens Crystallaf lex IV
generator having a horizontal dif f ractometer . A copper x-ray tube
and a scintillation counter along with a counting and recording
console were used in conjunction with the generator and diffracto-
meter . . . . ..

The instrumental conditions for the measurements were as
follows: .

Diffractometer

Voltage
Amperage
Entrance Slit
Exit Slit
Tube
Filter
Scan Speed

30kV
20ma
1. Omm
O.lmm
copper
nickel
l/8°/min

Console

Dector voltage
Pulse height analyzer
Baseline
Window

Statistical Error
Chart Speed
Ranae

- 625V

- 17.8V
- 20.0V

3%
- Icm/min
- variable

In preparing the samples, the entire char sample was ground
to pass a 325 mesh screen. The sample was weighed, and -325 mesh
reagent grade KCl equal to 10 percent of the char weight was added
for an internal standard. This mixture was blended with sufficient
silicone vacuum grease to make a workable mass. Depending on the
character of the char, grease equivalent to 0.5 to 1.0 times the
char weight was required. This plastic mass was pressed into a
luecite holder having a cavity 2.5cm in diameter and 1mm deep. The
specimen surface was made flat and parallel to the holder surface
by scraping off the excess using a straight edge with sawing action.

Having determined the approximate intensity of the (002)
graphite reflection, the appropriate range was selected for the
recording console. The specimen was then scanned at l/8°/min
through the 20 range of 22° to 30°. Within this range, the (002)
graphite line and the (2.00) KCl line occur at approximately 26° and
28° 20 respectively.

16



From this scan the angular line breadth at 1/2 peak height
in degrees and the exact angular position of the peaks were
determined graphically. The angular position was determined as
the mid-point at 1/2 height.

The :d002 value in A was calculated from the Bragg equation,
r\X =2 dp'02'..sin 0; where n = order of diffraction (1 in this case),
A = wavelength of X-radiation (1.5418, Ka cooper), 6 = 1/2 of
angular position of the peak in degrees.

This calculated value was corrected using the (20Q:) reflec-
tion from KC1. The d? 0 o value for the (200) reflection for KC1
is 3.146 A, ASTM card 40587. For each specimen a correction
factor was established using the experimentally determined da ob
and the ASTM value. This correction was applied to the calculated
do 02 value for the char specimen,

The L002 value was calculated from the Scherrer expression,

L = Q.89 x A . where L is the crystallite size in A in
002 3 x cos 9 002 .
the "c" direction and 3 is the corrected breadth of the (0-€"2);
peak at 1/2 height in radians. Corrections for instrument
broadening and Ka doublet were applied to the measured line breadth,
B , to obtain 3.

Some measurements were made of the lattice parameters as a
function of position in the char sample. For those cases, the
char was shaved to various measured depths and a sample was
prepared as discussed above. In this way, the samples could be
correlated with the average distance from the surface.

Porosity by Liquid Absorption

Porosity and bulk density were evaluated using a liquid
absorption technique. Using this technique, mineral spirits
(s.g. 0̂.76) is vacuum impregnated into samples of material. From
measurements of dry weight, suspended weight and saturated weight,
evaluations of absorption, density (bulk and apparent), and open
porosity can be calculated directly. If the true density of the
material sample is known,,the total porosity and thus, the closed
porosity of the material sample can be calculated.

The normal procedure used in making liquid absorption measure-
ments involves first a thorough drying and then precise weighing .
of specimens to determine dry, suspended and saturated weights
(recorded to nearest 0,0001 gram). First, the specimens are oven
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dried at temperature above 373 K for two hours to drive out
absorbed moisture and then weighed to determined dry weight.
Individual specimens are then placed in small beakers which are
placed on their sides in a desiccator. After the desiccator is
sealed off, the pressure is reduced to 6..65 N/M2 (50 microns of Hg)
and held for two hours to remove entrapped air from the specimens.
The desiccator is then purged with mineral spirits until the beakers
containing the specimens are submerged. The desiccator is then
vented, and the specimens are left in the desiccator for 20 minutes
to allow vapor inside the specimens to condense.

The suspended weight is obtained by weighing the saturated
specimen while suspended in the mineral spirits. The specimens
are kept submerged by righting the beakers in the desiccator to
maintain the mineral spirits level above the specimen. As shown
in Figure 14, a basket is suspended from a balanced beam such that
the level of mineral spirits in the individual beakers cover the
specimen and.basket at all times during the weighing operation.
The tare weight of the basket, which is subtracted from the total
suspended weight to determine the suspended weight of the specimen,
is determined by weighing the suspended basket submerged in
mineral spirits to the same depth that the specimen is weighed.
Care is used to ensure that no air bubbles cling to the basket and
that a clearance between the basket and sides of the beaker is
maintained.

For determining saturated weight, the specimens are removed
from the mineral spirits and wiped carefully to remove excessive
surface mineral spirits. The specimens are then weighed immedi-
ately to determine the saturated weight.

From the three weights taken for each specimen (dry weight,
suspended weight and saturated weight) percent water absorption,
open porosity, bulk density and apparent density are determined.
The total porosity can be determined also when the true density
of the material is known. The equations used for these calcula-
tions are:

W =a

Po =

- w d
Wd

- W
p.. x 100 percent (9)

d

W - Wsa su

x 100 percent (10)

p. (11)
m

18



a _
W.

\Wd - Wsu

(12)

P =

where

W w w .sa - su - d

P ^ ~ P t
wsa

x 100 percent (13)

Pm

wd
Wsu
ftn

W_, = Water absorption
Weight of sample when saturated with liquid m
Dry weight of sample
Weight of sample when suspended in liquid m
Density of liquid m (about 0.76 gm/cm for mineral
spirits - s.g. checked after each run)

1^ = Density of liquid water
P£ = True density of sample
(fo = Bulk density of sample
p = Apparent density of sample
a
PQ = Open porosity
Pt = Total porosity

Weights for this evaluation are determined using an
analytical balance sensitive to 0.0001 gram. Instrument precision
for measuring absorption is ±0.10, bulk density is ±0.002 gm/cm3,
open porosity is ±0.15 and total porosity is ±0.05.

Total porosity was calculated from equation (13). True
density values obtained by liquid pycnometry on pulverized samples
were used in the equation,.

Weight Loss

Weight loss was determined from measurements of weight made
before and after the samples were charred. The weight was
measured on an analytical balance sensitive to 0.0001 gram. In
some cases, the specimens fell apart during the char process and
fell in the furnace and final weights could not be accurately
obtained. Generally, this occurred at furnace preheat temperature
of 1366 K and below.
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Shrinkage

Shrinkage was obtained from measurements of the specimen
thickness before and after charring. The measurements were made
with micrometers.

The specimens did not shrink uniformly and the back surface
of the char was somewhat unlike the heated surface. The final
thickness was measured in the center of the char blank over the
full thickness. Since the back portion of the chars was unlike
that at the front (probably due to some two-dimensional heating
near the back) the shrinkage measured was somewhat of an average
over the full thickness and not related strictly to the front
portion of the char which was used for subsequent physical property
measurements. Nevertheless, the measured values are representative
of the specimens cut from the blanks since the back face zone of
the char which was removed was less than 1/4 of the overall
thickness.

Bulk Density

Bulk density was calculated from measurements of weight and
dimensions on char specimens. Reasonably good disc geometries were
obtained from the chars prepared at furnace preheat temperatures of
2500 K and above. However, chars prepared at preheat temperatures
of 2000 K and below generally could not be made into a good
geometry because portions of the specimen fell off.

In the tables two bulk density values are given, the char
bulk density was a crude value obtained from measurements on the
entire char blank which generally had an irregular shape. The
coupon density was obtained on the sample prepared from the blank.

For the chars prepared at furnace preheat temperatures of
2000 K and below, the blanks were impregnated before machining to
a known geometry. After the specimens were machined the dimensions
were measured with micrometers. Then, the impregnant was baked
out at 672K for one hour and the specimen was weighed.

Measurements of weight were made with an analytic balance with
a sensitivity of 0.0001 gm. Measurements of dimensions were made
with micrometers which were read to the nearest 0.0013 cm.

True Density

The true density was measured with a pycnometer, using the
procedure outlined in ASTM C 135-66. Prior to making the measure-
ments the samples were pulverized to as fine a particle size as
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was possible. Normally, the particles were passed through a
U. S, Standard 325 mesh screen which has an opening of 44 x 10~6m.
This is the smallest opening size available in the standard series.
However, most of the particles were probably smaller than 44 x 10"6m.
This same procedure has been used in the past on arc-jet chars and
measurements of the particle sizes after pulverization showed that
nearly all of the particles were less_than 12 x 10~6m in size and
that 75 percent were less than 2 x 10 6m in size.

Only that portion of the char blanks ranging from 1/2 to 3/4
of the thickness from the front surface was used for these measure-
ments because of the loose unstructured char on the back surface
and to alleviate edge effects. Hence, the amount of material used
for the measurements was less than the 1 gram weight recommended by
ASTM C 135-66. For this reason, a pycnometer with a volume of only
10 cm3 was used. The small sample size made the measurements
difficult.

Both water and ethanol were used as fluids for the pycnometer.
A wetting agent, Tergitol TNN, a nonionic detergent, which is a
product of Union Carbide, was used for the measurements with water
to reduce surface tension effects. We estimate that the true density
measurements themselves had an uncertainty of about ±5 percent. The
major uncertainty in the measurements, however, is that some
entrained porosity may be retained after pulverization.

Micrography

Some micrographic work was performed on the chars as an aid in
defining the structure. The samples for micrographic analysis were
first impregnated with a plastic under atmospheric pressure and then
after sectioning were reimpregnated under vacuum. The samples were
resectioned and polished for photomicrographs.

Photomicrographs of the samples were made with a Vickers M-55
metallograph with a Polaroid camera attachment. Photomicrographs
were made at magnifications of about 100 x and 500 x»

DATA AND RESULTS . :.

Definition of Char Histories .

Temperature measurements were made on chars prepared from the
0.577 gm/cm3 phenolic-nylon at the different furnace preheat
conditions to define the thermal responses. Temperatures were
measured on the heated surface and at a depth of 0.714 cm below the .
heated surface. The overall blank thickness was 0.953 cm. Table 1
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gives the relation between furnace preheat temperature, and radiant
cold wall heat flux. . '

Figures 15 through 22 give the results of the temperature
measurements for the various conditions. These chars are called
the chars prepared by rapid degradation. These curves define the
time required for the material to fully char such that temperature. -
uniformity is achieved between the front surface and a depth:of
0.714 cm. .This time"decreases as. the furnace preheat temperature
is increased (cold wall heat flux increased). " .

The NASA Langley Research Center performed some calculations
for two different conditions to analytically define the time
required for thermal equilibrium. The results of these calcula-
tions are presented in Figures. 18 and 22. Note in Figure 18 that
at a furnace preheat temperature of 2000 K, about 150 seconds were
required for thermal equilibrium over a 0.714 cm depth. As shown
in Figure 22, 60 seconds were required to reach thermal equilibrium
at a furnace preheat temperature of 3100 K. Observe in Figures 18
and 22 that the measured and calculated values are in reasonable
agreement. . ;

All of the char histories for the different preheat conditions
are summari2ed in Figure 23. Cooling curves for cooling in the
furnace are presented in the figure along with the heating curves.
In general, about 100 seconds were required for the specimens to
cool 500 K below the maximum temperature, this time was not counted.

Figure 24 gives the time required to reach thermal equilibrium
versus furnace preheat temperature. This curve was used in defining
the time-at-temperature. At any given furnace preheat condition,
the time given in Figure 24 was subtracted from the total time in
the powered-furnace to define the time-at-temperature.

Figure 25 gives the approximate temperature rise rate through
the degradation zone (about 800 K) at the surface and at 0.714 cm
below the surface. These curves were developed from the slopes of
the temperature-time curves in Figures 18 through 22. These curves
box the temperature rise rates through the char.

Figure 26 gives the char thickness as a function of time for
furnace preheat temperatures of 2000 and 3000 K. These curves
were obtained from the analytical results supplied by the NASA
Langley Research Center.

In addition to the chars prepared by rapid degradation, chars
were also prepared at slow heating rates. In general, these chars
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were heated at a low temperature rise rate to the desired maximum
temperature. The degradation condition for these chars was
specified by the temperature rise rate. A typical curve is shown
in Figure 27.

A specimen of the phenolic was charred at a very slow heating
condition in the last attempt to develop a highly dense char. The
temperature-time history of Specimen HMP is given in Figure 28.
Note that the char cycle took 60 hours to reach 920 K.. At that
point in the cycle it was found that the specimen contained cracks
and voids. However, since it was the best that was achieved it
was further heat treated to 3033:K and used for measurements. Many
other char cycles were attempted, none of which provided the
desired crack-free specimen. .

An estimate was made of the final temperature distribution
through the arc-jet chars prepared by the NASA Langley Research
Center. These chars were prepared in a nitrogen stream at a cold
wall heat flux of 227 x 10% W/m2 for 400 to 500 seconds. The
enthalpy of the stream was 23 258 J/gm. The surface temperature
was estimated from a radiation heat balance with an estimated hot.
wall heat flux of 204 x 101* W/m2 . Assuming that 6.8 x 10" W/m2 was .
conducted in and a surface emittance of 0.8, the surface temperature
was calculated to be 2561 K. Since the arc-jet specimen had been
fully charred, it was assumed that the back face temperature reached
1000 K. Then, using our best estimate of the thermal conductivity
a maximum temperature distribution was obtained.

The results of the calculation for the final temperature
distribution in the arc-jet chars are presented in Figure 29. The
X's on the figure give the approximate median locations from which
specimens were removed. The O's give the median locations for
samples removed for x-ray diffraction measurements as a function
of position. The values of temperature shown were used for all
correlations of the arc-jet data.

; - " Char Structurcc Obtained

Pictures of the chars prepared from the 0.577 gm/cm3 phenolic-
nylon at the different conditions are presented in Figure 30
through 33. As shown in Figure 30, a very dense homogeneous char
was obtained at the lowest heating rate of 0.09k/sec. Note in
Figures 30 and 31 that the char fragmented at heating rates of
1.7 k/sec and 17 x 101* W/m2 (1400. K furnace preheat). Specimens
prepared at these conditions were unusable. At heat fluxes of
72.5 x 101* W/m2 (2000 K furnace-preheat) and above the chars had
sufficient structural integrity to be used. However, the chars
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prepared at 72.5 x 10 W/m2 were marginal and all could not be
used.

Observe in Figures 30, 31 and 33 that the cold face of the
char had a much coarser structure than the heated face. It is
believed that this resulted from a low heating rate at that
surface coupled with some two-dimensional heating. The coarse
surface was removed from the specimen when making specimens from
the char, blanks. A typical char structure with the coarse skin
removed is shown in Figure 33. Generally, the removal of the
skin on the cold face left a specimen thickness of about 0.508 cm.
Hence, the specimens were taken from inside the region for which
the thermal response had been defined.

Section views of chars made from the 0.577 gm/cm3 phenolic-
nylon are presented in Figures 34 and 35. These chars have a
similar columnar structure to the arc-jet .chars shown in Figure 1.
The dark regions at the cold side of the chars are the coarse skin
which was removed in subsequent sample preparation.

Specimen 1-22 and 1-24 shown in Figure 34 were prepared at a
cold wall heat flux of 72.5 x 101* W/cm2 (2000 K preheat). Specimen
1-87 shown in Figure 35 was prepared at.177 x 10 W/m2 (2500 K
preheat). Note the lack of curvature in Specimen 1-87 which was
prepared at 177 x 10** W/m2 as compared to Specimens 1-22 and 1-24.
Further, the column were smaller and more aligned for Specimen 1-87
than for Specimens 1-22 and 1-24. Refer back to Figure 1 and note
that a similar change in structure is noted between the hot and
cold surfaces which had different heating rates. Thus, the
laboratory chars correlate rather well visually with the arc-jet
chars.

Pictures of the phenolic which was charred by rapid degradation
are shown in Figure 36. These chars are similar in structure to
those prepared from the phenolic-nylon. Again, the structure was
tighter and had more integrity as the heating rate was increased.

The high-density phenolic-nylon had a char structure similar
to the 0.577 gm/cm3 phenolic-nylon.

Overlay photomicrographs at about 50 to 70 x of the chars
prepared at the different heating rates are given in Figures 37
through 43. The photomicrographs were made such that the structure
is viewed perpendicular to the exposed face. The impregnant used
was very clear and because of this it is hard to discern the
detailed char structure.
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The chars shown in Figures 37 through 42 are ordered by
heating rate. As shown in Figures 37 and 38, the char structure
is uniformly porous for heating rates of 0.1 and 1.5 K/sec. The
char structure contains more crack-type porosity at heating rates
of 17 x 101* and 72.5 x 101* W/m2 as shown in Figures 39 and 40.
As the heating rate is further increased (see Figures 41 and 42)
the structure again becomes more uniform and the cracks parallel
to the direction of heat flow are evident.

In the photomicrographs shown in Figures 37 through 42, the
white areas are the solid walls of the porous char structure. The
gray areas are the impregnant. The dark areas are the voids in
the char structure which may or may not contain impregnant. Note,
in Figure 42 that most of porous area is filled with impregnant.

An overlay photomicrograph of phenolic charred at 418 x 104

W/m2 is given in Figure 43. The view given is perpendicular to
the direction of heat flow. The structure of this char is peculiar
in that there are numerous small cracks which are oriented
perpendicular to the heat flow and then some large cracks parallel
to the heat flow. The structure gives one the impression that
outgassing may have occurred laterally.

Photomicrographs of chars prepared at various heating rates
from the 0.577 gm/cm3 phenolic-nylon are presented in Figures 44
through 47. Polariz,ed light was used to best detect carbon vapor1

deposition. Little deposition is noted in Figure 44 for the range
of low heating rates of 0.1 to 1.5° K/sec„ However, as shown in
Figures 45 through 47, there is some evidence of deposition for
the chars prepared at heat fluxes of 17.5 x 10** W/m and above.
The deposition occurred predominately at the front face which was
the face exposed to the heater. Photomicrographs at about 500 x
and 1000 x of phenolic charred at 48 x 101* W/m are given in Figure
48. Inside the pores, the chars appears somewhat graphite-like
but there is little evidence of deposition„

Pictures of Specimen HMP which was prepared from phenolic at
a very low and interrupted heating rate are shown in Figure 49.
Even though the specimen had a bulk density above 1 gm/cm3 the
porosity is evidentc This large porosity could not be removed
even though the specimen was very slowly charred. The pores shown
in Figure 49 were oriented parallel to the thickness direction of
the virgin phenolic and hence may relate to the structure of the
virgin material.
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Low-Density Phenolic-Nylon Charred in the Laboratory

Effect of Cold Wall Heat Flux on Monitors. - This section
deals with the results of measurements of the physical monitors
of chars prepared from the low density phenolic-nylon at various
heat fluxes. All of the data presented in this section are for
chars which were exposed for short times at the maximum temperature.
All monitor measurements were made at 300 K. The zero heat flux
condition represents chars prepared at 0.1 and 1.5°K/sec.

The experimental data are presented in Tables 2 through 9 and
in Figures 50 through 64.

Shown in Figures 50 and 51 are the effects of cold wall heat
flux on the electrical resistivity of chars prepared to temperatures
of 2000 and 310Q:K, respectively. At 2000:K there was an increase in
electrical resistivity from about 0.037 £2-cm at the slow heating
condition to 0.048 ft-cm at a heat flux of 72.5 x 10** W/m2 . The
effects of heat flux on chars prepared to 3100K are presented in
Figure 51. The electrical resistivity decreased with heat flux to
a minimum at about 177 x 10"* W/m2 and then exhibited an increase up
to a heat flux of 418 x 10" W/m2 . There does seem to be a minimum
at 177 xlQ 1* W/m2 ; however, because of the range of values at 418
x 10 "* W/m2 it appears that the electrical resistivity is not
strongly influenced by heat flux above 72.5 x 10H W/m2 . There is
very definitely a decrease in resistivity up to a heat flux of
72.5 x 101* W/m for chars prepared to 3100 K.

The effects of heat flux on sonic velocity are presented in
Figures 52 and 53 for chars prepared to temperatures of 2000 and
3000 K respectively. For chars prepared to 2000 K there was a
decrease in sonic velocity from a very low heating rate to a
heating rate of 72.5 x 101* W/m2. For chars prepared to 3100 K,
the sonic velocity exhibited a decrease to a heat flux of about
72.5 x 10** W/m2 and appeared reasonably constant above this value.

The effects of heat flux on lattice spacing and crystallite
size are presented in Figures 54 and 55 for chars prepared to
2000 and 3100 K, respectively. For chars prepared to 2000K, there
was a dramatic decrease in lattice spacing from the very low
heating rate to a cold wall heat flux of 17 x 10"* W/m2 . Above
17 x 10** W/m2 the lattice spacing was constant. The crystallite
size increased to a heat flux of 17 x 10 "* W/m2 and then remained
constant above that value.

For chars prepared to 3100 K, there was a decrease in lattice
spacing up to a heat flux of about 17 x 10** W/m2 and then the
spacing remained reasonably constant out to a heat flux of 418 x
101* W/m2 . There appears to be a minimum at a heat flux of about
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177 x 10* W/m2 . The crystallite size increased from a very low
heat flux to a value of about 17 x 10** W/m2 and then remained
constant out to a heat flux of 177 x 10* W/m2 . There was a
decrease in crystallite size as the heat flux increased from
177 x 10* W/m2 to 418 x 10* W/m2 .

The effects of heat flux on weight loss are presented in
Figures 56 and 57 for chars prepared to 2000 and 3100 K,
respectively. For chars prepared to 2000'K, there was a continual
decrease in weight loss as the heat flux was increased. For chars
prepared to 3100 K (see Figure 57), the weight loss decreased
until a heat flux of about 177 x 10** W/m2 was reached and then
remained relatively constant.

Data for bulk density as a function of heat flux for chars
prepared to 2000 and 3100 K are presented in Figures 58 and 59,
respectively. For chars prepared to 2000 K, there was a decrease
in bulk density from a value of about 0.33 gm/cm3 at a very low
heating rate to a value of about 0.27 gm/cm at a heat flux of
72.5 x 10* W/m2 . For chars prepared to 3100 K, the bulk density
ranged from about 0.29 to 0.305 gm/cm3. It is expected that the
bulk density of the chars prepared to 2000 K at a heating rate
of 72.5 x 10 W/m2 would have retained the low bulk density had
they been heated to 3100 K and hence the average value for those
chars was presented in Figure 59.

The shrinkages in the charring direction as a function of
heat flux for chars prepared to 2000 and 3100 K are presented in
Figures 60 and 61, respectively. For chars prepared to 2000'K,
the shrinkage was a maximum of 25 percent at a very low heating
rate and decreased to a constant value of about 17.5 percent at
a heat flux of 17 x 10* W/m2 . For chars prepared to 3100 K, the
shrinkage was a maximum of about 22.5 percent at a very low
heating rate and decreased to the range of 13 to 14.5 percent for
heat fluxes above about 17 x 10* W/m2 „

The results of liquid absorption measurements on chars
prepared at various heating rates are presented in Figure 62.
The absorption increased from about 100 percent at a very low
heating rate to a maximum of about 550 percent. Then> the
absorption decreased to values of about 200 percent for heating
rates from 72.5 x 10* W/m2 to 418 x 10* W/m2 . Note that the
absorption was always above 100 percent meaning that the weight
of water absorbed was greater than the dry weight of the specimen.

The results of true density measurements on chars prepared
from low-density phenolic-nylon to 3100 K at various heat fluxes
are presented in Figure 63. The true density decreased from a
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value of 1.41 gm/cm3 at a very low heating rate to a minimum of
1.26 gm/cm3 for chair prepared at 17 x 10^ W/m2 . For heat fluxes
above 72.5 x 10** W/m2 the true density was constant at about
1.44 gm/cm3 .

The porosities of chars prepared at various heat fluxes are
presented in Figure 64. The values were obtained from the liquid
absorption measurements and the true density values shown in Figure
63 were used to calculate the total porosity. The open porosity
increased as the heat flux increased from a value of 37 percent at
a low heating rate to a maximum of 80 percent at 17 x 10 W/m2.
For heat fluxes between 72.5 x 10 "* and 418 x 10 **, the open porosity
ranged from 62 to 67 percent.

As shown in Figure 64, the closed porosity decreased from a
value of about 39 percent at a low heating rate to a minimum of
8 percent at a heat flux 17 x 10 "* W/m2 . For heat fluxes above
72.5 x 10** W/m2 the closed porosity ranged from 10 to 15 percent.

The total porosity of the chars reached a maximum of 88 percent
at a heat flux of 17 x 10 "* W/m2 . At other heat fluxes the total
porosity ranged from about 74 to 80 percent.

Note in Figure 64 that the char prepared at the lowest heat
flux contained the most closed porosity and the open and closed
porosities were about equal. In heat fluxes above about 72.5 x 10**
W/m2 the closed porosity was about 14 percent and the open porosity
was about 64 percent for a total porosity of about 78 percent.

Effect of Time-at-Temperature on Monitors. - This section
describes the results for the effects of time-at-temperature on
the physical monitors for chars prepared from the low-density (0.577
gm/cm3) phenolic-nylon. The chars were prepared at heat fluxes of
72.5 x 10\ 177 x 101* and 418 x lo"* W/m2 to maximum temperatures of
2000, 2500 and 3100 K, respectively. The hold times at temperature
were varied. The monitor properties were measured at 300 K. The
experimental data for the effects of time-at-temperature are
presented in Tables 1 through 8 and in Figures 65 through 78.

Figures 65, 66 and 67 give the results for the effects of time-
at-temperature on the electrical resistivity for chars prepared to
2000, 2500 and 3100 K, respectively. The data scatter was quite
severe at all temperatures. Nevertheless, the results indicate a
decrease in electrical resistivity as a function of residence time
at the various temperatures.

The electrical resistivity versus residence time for chars
prepared to 3100 K is presented in Figure 67. The +'s on the
figure represent values which have been normalized for sample
thickness.. These results are replotted on a semi-log scale in
Figure 68. The correlation of electrical resistivity versus
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thickness which was used for the normalization is given in
Figure 69. The values were normalized to a thickness of 0.381 cm.
Hence, results which at first glance appear to be scattered are
found to be real variations due to sample thickness„ Note that
the effect of sample thickness decreases as the time-at-tempera-
ture increases. Thickness correlations were attempted at
temperatures of 2000 and 2500 K and no strong correlations could
be drawn.

The variation of electrical resistivity with sample thickness
is probably related to the temperature gradients in the char when
it was being prepared. Thus, different parts of the overall
thickness of the char had different times at temperature and/or
different amounts of vapor deposition. Since the thicknesses
were different primarily because of differences in the amount of
material removed from the cold side, the average distance from
the heated surface changed with sample thickness. Hence, one would
expect the short time chars to exhibit the strongest effect of
sample thickness since changes occur most rapidly early in the char
cycle.

That property gradients exist in the chars is further borne
out with x-ray diffraction results. The results of x-ray diffrac-
tion measurements made as a function of position from the heated
surface are presented in Table 10 and in Figure 70. The lattice
spacing decreases as the distance from the heated surface increases;
the crystallite size increases as the distance from the heated
surface increases. Both effects indicate that the ordering of the
char increases as the distance from the surface increases. Since
more ordering usually results in a lower electrical resistivity,
the electrical resistivity would be higher near the heated surface„

There are at least two reasons why the char could be more,
ordered as the distance from the heated surface increases. First,
the time-at-temperature may be longer inside the char since the
surface begins to cool immediately after the power is turned off.
Hence, the inside will cool more slowly. Second, there may have
been selective vapor deposition since the temperature inside was
colder than the surface as the pyrolysis gases flowed out. Recall
that these were 3100 K chars.

A composite plot of the effects of time-at-temperature on
the electrical resistivity of the chars prepared at 2000, 2500
and 3100 K is presented in Figure 71. The slope of the curve is
slightly greater for the chars prepared at 3100 K. Note that the
curves do not overlap.
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The effects of residence time on the sonic velocity for
chars.prepared to 2000, 2500 and 3100.K are presented in Figures
72, 73 and 74, respectively. Within the range of the data scatter
there seems to be little effect of time-at-temperature on sonic
velocity.

Lattice spacing and crystallite size versus residence time-
at-temperature are presented in Figures 75, 76 and 77 for maximum
char temperatures of 2000, 2500 and 3100:K. For the char prepared
at 2000 K (see Figure 75), the lattice spacing decreased and the
crystallite size increased as the time-at-temperature was increased.
The lattice spacing reached a minimum of 3.44 A which is not
considered very well ordered.

Lattice spacing and crystallite size versus residence time-
at-temperature for chars prepared to 2500K are presented in
Figure 76. The lattice spacing and crystallite size remained
relatively constant to 1000 seconds and then the lattice spacing
decreased and the crystallite size increased. Note that the values
indicate very little order (3.44 A disordered) except past 1000
seconds.

The effects pf residence time on lattice spacing and crys-
tallite size for chars prepared to 3100 K are presented in Figure
77. Lattice spacing decreased and crystallite size increased
with increased time. The lattice spacing reached a minimum of
3.368 A" at 14 400 seconds.

A composite plot of the: lattice spacings versus time-at-
temperature for chars prepared by rapid heating to 2000, 2500 and
3100Kis presented in Figure 78. Note that the behavior of char
prepared at 2500 K was somewhat different than that of the chars
prepared at 2000 and 3100 K. There was no overlapping of the
ranges of values which indicates a separation dependent upon
maximum temperature.

Effect of Maximum Temperature on Monitors. - This section is
concerned with theeffects of maximum char temperature on the
physical properties used as monitors of changes in the material.
The experimental data are presented in Table 2 through 9 and in
Figures 79 through 87. The data presented in the figures were
for chars with short time exposures (less than about 200 seconds)
and generally for which rapid cooling by radiation was employed.
All monitor measurements were made at 300 K. The heat fluxes
used in preparing the chars are given in the figures.

Shown in Figure 79 are the electrical resistivity values for
chars prepared to different maximum temperatures. The x's shown
in the figure are average values. For the chars prepared by rapid
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degradation, the electrical resistivity exhibited a significant
decrease with maximum char temperature. Note that the chars
prepared at the different heating rates did not exhibit
consistently different behaviors. The electrical resistivity
decreased from a value of about 0.069 fi-cm at 2060 Kto a value
of about 0.013 fl-cm at 3070 K...

The chars prepared at very low heating rates exhibited a
different behavior than the chars prepared by rapid degradation.
As shown in Figure 79, the electrical resistivity of the slow
chars was lower than that of the rapid chars at 2000 K but was
higher at 3100 K. The electrical resistivity of the chars
prepared at low heating rates decreased from about 0.043 f2-cm
at 1400 K to 0.031 Q-cm at 3100 K.

The effect of maximum exposure temperature on sonic velocity
is given in Figure 80. The results were rather scattered but
the average values indicate a slight decrease in sonic velocity
from a value of 0.195 cm/ysec at 1500 K to 0.182 cm/ysec at
3100 K. .

There appears to be quite a bit of scatter in the results
presented in Figures 79 and 80 for the effects of maximum
temperature. In an effort to see if the scatter might be in the
charred material rather than in the measurements a correlation
was made between sonic velocity and electrical resistivity. The
correlation is shown in Figure 81. Note in the figure that there
is an apparent correlation between electrical resistivity and
sonic velocity at the various maximum temperature levels. This
is an indication that the samples for the different measurements,
which were supposed to be the same, but gave different experi-
mental values, might in reality be different.

The effect of maximum exposure temperature on lattice
spacing is given in Figure 82. The chars prepared by rapid
degradation exhibited a decrease in lattice spacing from a value
of 4.1 A at 1630 K to 3,49 $. at 1950 K and then decreased more
slowly to a value of 3.394 A at 3100 K. The chars prepared at
slow heating rates exhibited a decrease in lattice spacing with
temperature but never reached the ordering of the chars prepared
by rapid degradation. .

The effects of maximum exposure temperature on crystallite
size are presented in Figure 83. The crystallite size increased
uniformly with the maximum temperature to maximum values ranging
from 122 to 337 A at 3100 K. .

Weight loss as a function of maximum exposure temperature for
the low-density phenolic-nylon chars prepared in the laboratory
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is presented in Figure 84. At slow heating rates, the weight
loss increased from 72 percent at 1400 K to 77.5 percent at
3100 K. The weight loss was much lower for the chars prepared
by rapid degradation. The weight loss for the rapid degradation
condition ranged was 67.5 percent at 2000 K and decreased to a
range of 62 to 64.5 percent at 3100 K. The chars prepared at
heat fluxes of 177 x 10 - to 418 x 10H W/m2 had the least weight
loss at 3000 K.

The effects of maximum exposure temperature on bulk density
for the chars made in the laboratory from low-den'sity phenolic-
nylon are presented in Figure 85. At a very slow heating rate
the bulk density decreased from 0.355 gm/cm at 1400 K to 0.305
gm/cm3 at 3100 K. For the chars prepared at higher heating rates
the average value of bulk density was 0.273 gm/cm3 at 2050 K and
increased to average values of 0.325 and 0.305 gm/cm3 at 2500 and
3000 K, respectively. The range of values was quite large at .
2000 K.

The shrinkage of the low-density phenolic-nylon charred in
the laboratory is presented in Figure 86 as a function of maximum
exposure temperature. At a very slow heating rate the shrinkage
decreased from 25 percent at 2000 K to 22.5 percent at 3100 K.
The chars prepared by rapid degradation exhibited shrinkages of
18 percent at 2000 and 2500 K and 14.5 percent at 3100 K.

Thermal Conductivity. - Several thermal conductivity evalua-
tions were made on the chars prepared in the laboratory from the
low-density phenolic-nylon. The results of these measurements
are presented in Table 11 and in Figures 87 through 89.

Shown in Figure 87 are the results of thermal conductivity
measurements made on chars prepared to a maximum temperature of
1380 to 2000 K. Specimen 7-17 which was prepared at 0.1 K/sec
to 1380 K had the lowest thermal conductivity. The highest value
of thermal conductivity was measured on Specimen 1-111 which was
charred by rapid degradation and held at 2000 K for 4 hours. The
thermal conductivity of Specimen 11-88 which was charred, at 0.1
K/sec to 1989 K was only slightly lower than that of Specimen 1-111.
Note that the typical carbon-like behavior is exhibited by these
specimens and the thermal conductivity is very low ranging from
0.62 to 0.81 W/m-K at 1000 K for chars prepared to 2000 K.

The results of thermal conductivity measurements on chars
prepared from the low-density phenolic-nylon by rapid degradation
to 2500 K are presented in Figure 88. Specimen 1-45 which was
held at temperature for one second had a much lower thermal
conductivity than Specimen 1-50 which was held at temperature for
4 hours. Specimen 1-45 exhibited a carbon-like character but
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Specimen 1-50 showed evidence of some graphite-like behavior by a
maximum in thermal conductivity at low temperatures. Note that it
appears that the thermal conductivity curves for the two specimens
are coverging somewhat at the higher temperatures.

The results of thermal conductivity measurements on chars
prepared to 3100 K from the low-density phenolic-nylon are
presented in Figure 89. Specimen 11-123 which was prepared by
rapid degradation and held at 3100 K for 4 hours had the highest
thermal conductivity. Specimens 1-86 and 1-92 which were prepared
under the same conditions but held at temperature only 20 to 50
seconds had significantly lower values of thermal conductivity-.
However, all chars prepared by rapid heating exhibited a graphite-
like character in thermal conductivity. Specimen 7-17 which was
prepared at 0.1°K/sec to 3100 K exhibited a very low thermal
conductivity as compared to the rapid chars and behaved in a carbon-
like manner.

Thermal Expansion. - The results of thermal expansion
measurements on the low-density phenolic-nylon chars prepared in
the laboratory are presented in Figures 90 through 92. A composite
plot of the thermal expansion curves is presented in Figure 93.
Specimens 7-18 and 11-78 which were prepared at 0.1°K/sec to 1380 K
and 3100 K had unit expansions of about 2.8 x 10"3 cm/cm at 1100 K.
Specimen 11-123 which was prepared at a heat flux of 417 x 10** W/m2

and held at temperature for 4 hours had a unit expansion of 3.2 x
10""3 cm/cm at 1100 K. Observe in Figure 93 that these expansion
values are within the range of ATJ-S graphite and are in reasonable
agreement with values obtained from the literature [3] for glassy
carbon. The order of expansion with thermal history seems confusing
and might result from the anisotropy of the structures.

Low-Density Phenolic-Nylon Charred in the Arc-Jet .

This section presents the results of measurements made on char
which was prepared in the arc-jet from low-density phenolic-nylon.
Specimens were cut from the arc-jet chars as shown in Figures 2 and
3 and the maximum temperature histories of the various specimen are
shown in Figure 29.

Effect of Maximum Exposure Temperature. - The experimental .
results for monitor measurements on arc-jet chars which were cut
from zones which had been at various maximum temperatures are
presented in Table 12 and in Figures 94 through 98. ' -
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The effect of maximum exposure temperature on electrical
resistivity is presented in Figure 94. The electrical resis-
tivity of the arc-jet chars decreased with increasing exposure
temperature. The values for the arc-jet chars fell within the
range of the values plotted on the figure for the rapidly formed
laboratory chars.

The effect of maximum exposure on the sonic velocity is
presented in.Figure 95. In general, the values for arc-jet-1 fell
within the range of values for the laboratory chars while the
values for arc-jet-2 were higher. . .. '

The lattice spacing and crystallite size of the arc-jet char
as a function of position from the heated surface are presented in
Table 13 and in Figure 96. The lattice spacings shown in Figure 96
are plotted as a function of maximum char temperature in Figure 97.
The lattice spacings of the arc-jet chars are slightly lower than
those of the laboratory chars prepared by rapid degradation to the
same temperature. The values for the laboratory chars were obtained
from Figure 78. .

The bulk density of the arc-jet char as a function of maximum
exposure temperature is given in Figure 98. The bulk density of
the arc-jet char increased from 0.138 gm/cm3 at a char temperature of
1800 K to 0.281 gm/cm3 at a char temperature of 2500 K. The arc-jet
chars had lower bulk densities than the rapidly formed laboratory
chars.

Thermal Conductivity. - The results of thermal conductivity
measurements on the arc-jet chars are presented on Table 11 and in
Figure 99. The thermal conductivities of both samples evaluated
were carbon-like in character. Specimen 2-2 which had been exposed
to about 2500 K had a much higher thermal conductivity than Specimen
2-8 which had been to only about 1800 K. The values of thermal
conductivity for Specimens 2-2 and 2-8 at 1000 K were 2 W/m-K and
0.37 W/m-K, respectively.

Thermal Expansion. - The results of thermal expansion measure-
ments on the arc-jet chars are presented in Figure 100. All three
samples evaluated had the same thermal expansion even though the
maximum exposure temperature ranged from 1800 to 2500 K. These
results are included in the composite plot of expansion shown in
Figure 93. The arc-jet chars had lower values of expansion than
the rapidly formed laboratory chars and close to the value for
slowly formed chars.
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High-Density Phenolic-Nylon Chars l".ade in Laboratory

A few high-density phenolic-nylon chars were made in the
laboratory to see how they behaved relative to the low-density
phenolic-nylon chars. Chars were prepared at heat fluxes of
72.5 x 10 \ 177 x 101* and 418 x lo'1* W/m2 to maximum temperatures
of 2000, 2500 and 3100 Y., respectively. All chars had a short
time exposure. The experimental results for these rapidly formed
chars are presented in Table 14 and in Figures 101 through 105.

Effect of Maximum Exposure Temperature. - The results for
the effect of maximum exposure temperature on the electrical
resistivity.of the char from the high-density phenolic-nylon are
presented in Figure 101. The electrical resistivity decreased
from a value of 0.067 fi-cm at 2000 K to a value of 0.0065 Q-cr<
at 3100 K.

The effect of maximum exposure temperature on sonic velocity
is shown in Figure 102. The results on the few samples evaluated
are scattered and an effect can not be correlated. However, the
sonic velocity was about 0.175 cm/ysec.

The weight loss of the chars from the high-density phenolic-
nylon is presented in Figure 103 as a function of maximum exposure
temperature. The weight loss of the chars prepared by rapid
degradation decreased from 75 percent at 2000 K to 67 percent at
3100 K. Chars prepared by slow heating to 3100 K exhibited a
weight loss of about 79.5 percent.

The shrinkage in the charring direction of the high-density
phenolic-nylon char is presented as a function of maximum exposure
temperature in Figure 104. The shrinkage was very high, ranging
from 22.5 percent at 2000 K to 26.5 percent at 3100 K.

The bulk density of the high-density phenolic-nylon char as a
function of maximum exposure temperature is shown in Figure 105.
The bulk density was 0.37 gm/cm3 for a prechar temperature of
2000 K, increased to 0.74 gm/cm3 for a 2600 K prechar temperature
and then decreased to about 0.68 gm/cm3 at a prechar temperature
of 3100 K.

Thermal Conductivity. - The results of a thermal conductivity
measurement on high-density phenolic-nylon charred in the labora-
tory are presented in Tables 11 and 14 and in Figure 106.

The results of the thermal conductivity measurement are
plotted in Figure 106 for Specimen HD-5.. This sample was prepared
by rapid charring to a maximum temperature of 2600 K. The thermal
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conductivity increased to a maximum of about 8.35 W/m-K at about
610 K and then decreased. The character of the thermal conduc-
tivity curve is graphite-like which indicates some degree of
crystalline ordering for this specimen. The lattice spacing of
the companion-specimen (HD-6) which was charred with Specimen HD-5
was 3.414 A with a. crystallite size of 220 A. This represents
low-level ordering. •

Phenolic Char Made in Laboratory

Phenolic was charred in this program in an effort to develop
a dense void-free char which could be used later to resolve
uncertainties in the thermal modeling of radiant heat transport
at high temperatures. Toward this end, chars were prepared at
several extremely slow and interrupted heating rates in an attempt
to obtain a very dense and structurally sound char. The desired
void-free structure was not obtained but a char with a density of
over 1 gm/cm3 was obtained.

In addition to the work at slow heating rates, chars were
prepared by rapid degradation at heat fluxes of 72.5 x IQ1*, 177
x 1Q1* and 418 x lO4 W/m2 to maximum exposure temperature of 2000, ..
2500 and 3100 K, respectively. The results of monitor measure-
ments made at 300 K will be discussed first and then the results
of thermal conductivity measurements will be covered. The results
of the measurements of the monitors are presented in Table 15 and
in Figures 107 through 111.

Effect of Maximum Exposure Temperature. - The results for the
effect of maximum exposure temperature on the electrical resistiv-
ity of the phenolic char are presented in: Figure 107. The elec-
trical resistivity decreased from a value of 0.037 fi-cm at a
prechar temperature of 2000 K to 0.0145 fi-cm at a prechar tempera-
ture of 3100 K.

The effect of maximum exposure temperature on the sonic
velocity of the phenolic-char is given in Figure 108. The sonic
velocity was constant at 0.12 cm/ysec to a prechar temperature
of 2500 K and then decreased to a value of 0.105 cm/ysec at a
prechar temperature of 3000 K.

The weight loss of the phenolic as a function of exposure
temperature is plotted in Figure 109. For chars prepared by rapid
degradation, the weight loss was about 45.5 percent at a prechar
temperature of 2000 K and decreased to about 43 percent at a
prechar temperature of 3000 K. The chars prepared at slow heating
rates to 3000 K exhibited weight losses ranging from about 41
percent to 53 percent. .
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The shrinkage in the charring direction of the phenolic for
various maximum exposure temperatures is given in Figure 110.
The shrinkage was about 10 percent up to a prechar temperature of
2500 K and decreased to a value of about 2.5 percent at a prechar
temperature of 3000 K. The shrinkage of a char prepared to 3000 K
at a slow heating rate was about 7 percent. Note that the
shrinkage of the phenolic was lower than that of either the low-
density or high-density phenolic-nylon.

The bulk density of the phenolic char is presented in Figure
111 as a function of maximum exposure temperature. The bulk
density of the chars prepared by rapid degradation increased from
a value of 0.59 gm/cnf at a prechar temperature of 2000 K to
0.65 gm/cm3 at a prechar temperature of 3000 K. The bulk density
of phenolic which was charred at a very low heating rate to 3000 K
was 1.12 gm/cm3 .

Thermal Conductivity. - The results of thermal conductivity
measurements on the charred phenolic are presented in Tables 11
and 15 and in Figure 112. Shown in Figure 112 are the results of
thermal conductivity measurements on phenolic char Specimens HMP
and P-6 which were prepared to about 3100 K by slow heating and
rapid degradation, respectively. A picture of Specimen HMP is
given in Figure 49. Specimen HMP had the highest bulk density and
also the highest thermal conductivity, reaching a value of 8.3
W/m-K at 1100 K. Further, Specimen HMP exhibited a carbon-like
behavior in that there was no maximum in the thermal conductivity
curve. On the other hand, Specimen P-6 exhibited a maximum in the
thermal conductivity curve at 460 K and decreased above this
temperature in a graphite-like manner. Specimen P-6 had a much
lower bulk density than that of Specimen HMP and a lower thermal
conductivity. Specimen P-5 which was the companion to Specimen P-6
during charring had a lattice spacing of 30373 A and a crystallite
size of.270 A. Specimen HMP exhibited no peak in the x-ray diffrac-
tion curves and hence was poorly order. Thus, Specimen P-6 was a
much more highly ordered char than Specimen HMP0 From this
evidence one would expect higher thermal conductivity values for
Specimen P-6. The thermal conductivity of this specimen was
significantly lower than that of low-density phenolic-char Specimen
11-123 (see Figure 89) which had about the same lattice parameters
and a much lower bulk density. The low thermal conductivity values
for Specimen P-6 may be related to the char structure. Note in
Figure 43 that the specimen contained numerous cracks perpendicular
(in series) to the heat flow. This structure might provide a
conductivity which is graphite-like in behavior but at a lower'level.
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Also shown in Figure 112 is a thermal conductivity curve
for glassy carbon prepared from polyvinyl chloride. The
material had been heat treated to 3033 K. The experimental
results for the glassy carbon are presented in Figure 113. Note
that the glassy carbon had a carbon-like character for thermal
conductivity and a higher thermal conductivity than the slow
charred phenolic. The lattice spacing of the glassy carbon was
3.49 A which indicates poor ordering.

-Thermal Expansion. - The results of thermal expansion measure-
men ts~blT~Spê ;Lmen~P:::3~which was prepared by rapid degradation to
3066 K are given in Figure 114. The expansion curve is also
presented in the composite plot shown in Figure 93. The charred
phenolic had a much higher thermal expansion than either the
phenolic-nylon chars or the glassy carbon. The expansion reached
a value of 5 x 10~3 cm/cm at 1100 K. The order of thermal
expansion with thermal history seems confusing and might result
from the anisotropy of the structures.

Correlations of Thermal Conductivity of Different Chars

A composite plot of the thermal conductivities of chars prepared
from the low-density phenolic-nylon is given in Figure 115. All
measurements were made in a nitrogen environment. The dotted lines
shown on the curves are extrapolations of the data back to zero
degrees. The character of the extrapolated curves may not be
precisely correct but the general behavior is appropriate for
carbonaceous materials. The characterization data on the specimens
are presented in Tables 2-10 and the thermal conductivity data are
presented in Table 11. The data from which the composite plot was
developed are given in Figures 87 through 89 and in Figure 99.

A study of Figure 115 reveals that the thermal conductivity
increases with maximum exposure temperature and with residence
time at a given temperature. The higher the thermal conductivity
the more ordered is the crystallite structure of the char. Note
that the maximum in the thermal conductivity curves shift to higher
temperatures as the thermal conductivity decreases (ordering
decreases). The characters of the curves for various degrees of
crystalline order is :the same as that presented by Castle [4] which
was postulated by Mrozowski for polycrystalline carbons.

Observe in Figure 115 that the arc-jet chars had thermal
conductivity values which were consistent with those of the chars
prepared in the laboratory at similar conditions. Further, the
chars prepared to temperatures of 2000 K and below had very low
levels of thermal conductivity which indicates a highly amorphous
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and/or turbos tratic structure. This is consistent with the,
comment by Fair [5] that very little three-dimensional ordering
takes place in graphitizable carbons below about 2270 K.

Values for the thermal conductivity of -the char solid
(matrix) were calculated from the experimental results for
the effective thermal conductivities . The equation which used
to calculate the solid thermal conductivity was

(14)
1-P

where

Km = thermal conductivity of solid (matrix)

K
eff = measured thermal conductivity in nitrogen

PhP = 1 - — — = porosity

• pt

p, = bulk density
b

p . = true density

Radiation and gas conduction were neglected in the analysis.
Radiation is small up to 1100 K and the conductivity of nitrogen
is only 0.063 W/m-K at 1000 K. Hence, neglecting these components
should not introduce a significant error. These calculations were
made only to provide estimates of the solid conductivity and not
to rigorously model the material. (Rigorous modeling of the
geometry of the structure is required first) .

The values calculated for the solid thermal conductivities
of the various chars are presented in Figure 116. It is obvious
from the figure that the thermal conductivities of the porous
chars are a strong function of maximum temperature because the
thermal conductivity of the char solid is a strong function of
maximum exposure temperature. The chars prepared at temperatures
of 2000 K and below had very low values of solid thermal conducr
tivity which indicates very low-level ordering. Jamieson [6]
gives a thermal conductivity value of about 7- W/m-K at 400 K for
Kendall coke heat treated to 1471 K. This value is above the
values calculated for the chars prepared to 2000 K. The chars
prepared by rapid heating exhibit an orderly trend to higher
values of solid thermal conductivity as 'the maximum exposure
temperature and the residence time at temperature increase.
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The glassy carbon and the phenolic charred at a very low heating
rate exhibited carbon-like behavior even after heat treatment
to a temperature above 3000 K. The char which was prepared from
the low-density phenolic-nylon by rapid heating to 3100 K and
then held at temperature four hours exhibited a strong graphite-
like behavior and approached the thermal conductivity values for
ATJ graphite, with grain, which are presented in Figure 116.

The real anomalous behavior in the solid thermal conductivity
values presented in Figure 116 was for the phenolic charred at a
high heating rate to 3100 K. The character of the curve was
graphitic and lattice spacing measurements indicated a reasonably
ordered structure, yet the solid thermal conductivity was lower
than that of the more carbon-like glassy carbon. One reasonable
explanation for this is that the structure had numerous cracks
perpendicular to the heat flow (see Figure 43) and hence the
thermal model used is extremely inaccurate for obtaining the solid
thermal conductivity of that char.

A correlation is shown in Figure 117 between the effective
thermal conductivity and electrical resistivity. There is a
reasonable correlation between thermal conductivity and electrical
resistivity to a value of electrical resistivity of 0.04 fi-cm with
the thermal conductivity decreasing as electrical resistivity
increases. The thermal conductivity is independent of electrical
resistivity for electrical resistivities greater than 0.04 ft-cm.
Observe that all of the phenolic-nylon chars fit the correlation
reasonably well whatever the density or degradation conditions.
The dotted line shown in Figure 117 is the curve which correlates
most data for graphites [7]; however, graphites usually have
electrical resistivity values less than 0.005 fi-cm.

Figure 118 gives a correlation between the thermal conduc-
tivity of the solid as calculated from equation (14) and the
electrical resistivity of the solid. The electrical resistivity
of the solid was calculated from

PS = <!-«•> Pe£f <">

where

p '= electrical resistivity of solid

peff = measured electrical resistivity

P = porosity
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There was a reasonably good correlation at up to an electrical
resistivity of 0.009 Q-cm with the thermal conductivity
decreasing as the electrical resistivity increased. The corre-
lation for these data falls below the correlation curve for
artificial graphites.

A correlation between the effective thermal conductivity at
300 K and the lattice spacing is plotted in Figure 119. There
was aoreasonably strong correlation to a lattice spacing of about
3.44 A with the thermal conductivity exhibiting a decrease as
lattice spacing increased. The value for the high density char
fell above the correlation, probably because of the higher conduc-
tivity as a result of its higher density. The value for the arc-jet
char correlated rather well.

A correlation between the thermal conductivity of the solid
and the lattice spacing is given in Figures 120 and 121. The chars
prepared by rapid heating correlate well to a lattice spacing of
3; 44 A, even for the high-density phenolic-nylon and arc-jet chars.
Chars prepared at slow heating rates seem to follow a different
correlation and thermal conductivity is rather jndependent of
lattice spacing for spacings greater than 3.44 A.

A correlation between effective thermal conductivity and
crystallite size is given in Figure 122. There is a reasonable
strong correlation for crystallite sizes greater than 100 A and
a weak correlation for smaller crystallite sizes. The thermal
conductivity increases as the crystallite size increases.

A plot of the thermal conductivity of the solid at 300 K
versus crystallite size is given in Figure 123. Again there is 0
a reasonably strong correlation for crystallite sizes above 100 A
and a weak correlation for sizes below 100 A.

The effective thermal conductivities at 300 K for the chars
prepared from low-density phenolic-nylon are plotted versus sonic
velocity in Figure 124. Surprisingly, a reasonably good correla-
tion is achieved to a sonic velocity of 0.22 cm/ysec. The thermal
conductivity decreases as the sonic velocity increases. For sonic
velocities above 0.22 cm/ysec little correlation was found.

A correlation of lattice spacing and crystallite size is given
in Figure 125. The correlation between the two was fair." Lattice
spacing decreased as crystallite size increased.

The effective thermal conductivity of the chars prepared in
the. laboratory, from low-density phenolic-nylon is presented in
Figures 126 and 127 as a function of time-at-temperature at
temperatures of 2500 K and 3100 K. The curves shown in Figure 126
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were established by first using the correlation shown in Figure
71 for electrical resistivity versus time-at-temperature. Then
thermal conductivity was obtained from the resistivity values
with the aid of Figure 117. Note that the experimental values
fit the correlation reasonably well.

The effective thermal conductivity of the chars prepared in
the laboratory from the low-density phenolic-nylon versus time-
at- temperature is shown in Figure 127 for chars prepared at 2500
and 3100 K. One set of curves was established from the electrical
resistivity data as described above. The second set of curves
was established by the use of lattice spacing. First, the
correlation between lattice spacing and time-at-temperature which
is presented in Figure 78 was used. Then thermal conductivity
was obtained from lattice spacing with the use of Figure 119.
Observe that the experimental thermal conductivity values agree
better with the correlations based on lattice spacing.

The effect of maximum exposure temperature on the effective
thermal conductivity of the chars prepared in the laboratory
from the low-density phenolic-nylon is shown in Figure 128. All
of the values shown for rapid degradation are for chars with a
short time exposure of less than about 200 seconds. The thermal
conductivity of the chars prepared by rapid .degradation increases
slowly with temperature to about 2000 K, then there is a rapid
rise in thermal conductivity with temperature to 3100 K. Observe
that thermal conductivity values for the arc^jet chars are in
reasonable agreement with those of the rapid chars prepared in the
laboratory.

Of special interest in Figure 128 is the effect of maximum
exposure temperature on the thermal conductivity of the char
prepared by slow heating. At low temperatures, the thermal
conductivity of the slowly heated chars is about the same as
that of the chars prepared by rapid degradation. However, at a
prechar temperature of 3100 K, the thermal conductivity of the
chars prepared by slow heating is far below that of the .char
prepared by rapid degradation. The slowly heated char obviously
.does not reach the ordered crystalline state of .the rapidly heated
char and can not be altered as much by final temperature.
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DISCUSSION

General

The properties of the chars prepared from the low-density
phenolic-nylon were controlled by the heating rate, the residence
time-at-temperature and the maximum exposure temperature. These
effects will now be discussed.

Heating rate affected the properties of the low-density
phenolic-nylon char in the following manner. At very low heating
rates the char which was formed was found to be carbon-like or
non-graphitic.. The properties such as electrical resistivity,
lattice spacing and thermal conductivity all retained values
typical of amosphous carbon even after heat treatment to 3100 K.
This trend continued up to a cold wall heat flux of about 17 x 10**
W/m2 . For chars prepared at heat fluxes of 72.5 x 10** W/m2 and
above and taken to 3100 K the monitors of electrical resistivity
and lattice spacing indicated that the char was graphite-like.
The properties for these chars were within the graphite range or
graphitic in character. The electrical resistivity of the char
solid reached values as low as .1200 to 1500 yfi-cm which is within
the graphite range. The lattice spacings of these chars reached
values well below the generally recognized limit for non-graph-
itizing carbons of 3.44 A". Hence, there seems to be a critical
heat flux in the range of 17 x 10 W/m2 . Below the critical, heat
flux (or temperature rise rate) a non-graphitizing carbon is
formed and above the critical heat flux a graphitizing carbon is
formed.

The shrinkage of the chars prepared at heating rates below
the critical values were on the order of 25 percent. Above the
critical heating rate, shrinkage ranged from 13 to 18 percent.
The weight loss of the chars decreased as a function of heating
rate with values of about 78 percent at low heating rates and
61 to 65 percent at heating rates above the critical value0

Below the critical heat flux the closed porosity was about
equal to the open porosity at a value of 40 percent. The open
and total porosities reached maximums of 81 and 88 percent,
respectively, at a heat flux of 17 x 10** W/m2 . At heat fluxes
of 72.5 x 10 W/Hi2 and above the total porosity remainded
nearly constant at about 76 percent and the closed porosity was
about 12 percent.

One anomalous behavior noted was that the true density
reached a value of only 1.44 gm/cm3 at heat fluxes above 72.5
x 101* W/m2 after exposure to 3100 K. With the ordering noted
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for other properties one might expect a higher value for true
density. (Microporosity is suspected in this measurement of
true density).

The reasons that heat fluxes above some critical value
resulted in a more graphitizable structure may be due to
deposition of a graphitizable carbon from the pyrolysis gases
and/or a change in the degradation mechanisms of the virgin
material which destroys the cross-linking and results in a more
graphitizable carbon. Deposition is definitely a consideration
since the pyrolysis gases flow through a char structure with a
temperature profile. At very low heating rates the pyrolysis
gases are released where the char is at a relatively low tempera-
ture and very little deposition occurs. A deposit on the chars
is noted at heating rates of 177 x 10** W/m2 and 418 x 10** W/m2

which provide surface temperature of 2500 and 3100 K, respectively.
Little deposit if any is noted for chars prepared at heat fluxes
of 72.5 x 10** W/m2 for which the char surface temperature is
2000 K. The weight loss is significantly lower for chars prepared
at heat fluxes above the critical value by an amount which could
result in perhaps 40 percent of the char mass being deposited
carbon. However, differences in the degradation kinetics of the
virgin material might also result in some lowering of the weight
loss. A hard conclusion can not be drawn. Deposition surely
seems to be a major part of the mechanism and degradation kinetics
may also play a role. In any event, it is established that chars
prepared at heating rates of 72.5 x 10" W/m2 and above behave in
a manner similar to graphitizable carbons. .

Being graphitizable in nature, the properties of the chars
prepared by rapid degradation should be dependent on the residence
time-at-temperature. This effect was demonstrated by lattice
spacing, crystallite size, electrical resistivity and thermal
conductivity. The time dependency increased as the maximum
exposure temperature increased. At 2000 K, the properties were
somewhat sensitive to residence time but changes occurred slowly
and the ordering of the crystalline structure was low. However,
at temperatures of 2500 and 3000 K noticeable changes occurred
in the properties as the residence time was increased. Generally,
the changes occurred most rapidly for short times and the rate of
change decreased as the residence time increased. There were
significant changes in the thermal conductivity which occurred
with residence time at 2500 and 3100 K (see Figure 127).

Maximum exposure temperature had a pronounced effect on
electrical resistivity, lattice spacing, crystallite size and
thermal conductivity for chars prepared by rapid degradation and
with short residence times. All of these monitors indicated that
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the ordering of the structure increased strongly as a function
of maximum temperature above 2000 K. Very little work was done
below 2000 K because rapid heating rates could not be employed
while maintaining a low char temperature. However, the char is
very poorly ordered at temperatures of 2000 K and below regard-
less of the heating rate and the effect at temperature will
probably not significantly influence the degree of crystalline
ordering.

The chars prepared in the laboratory at rapid heating rates
were closely similar to chars prepared in the arc-jet. Compar-
isons of structure are given in Figures 1, 34 and 35. Note the
similarity in structure even to the extent that the char prepared
at 177 x 10" W/m2 to 2500 K looks like the heated side of the
arc-jet char (Figure 1) and the char prepared at 72.5 x 10 "* W/m2

to 2000 K is similar to the cold side of the arc-jet char0
Comparisons of the monitor properties of the chars prepared in the
laboratory and in the arc-jet are presented in Figures 94 through
98. The electrical resistivity and lattice spacing of the arc-
jet char agreed well with those properties of the laboratory chars,
The bulk density of the arc-jet char was somewhat lower than that
of the laboratory char (see Figure 98). However, at 2500 K the
densities differed by only 14 percent. At 1800 K, the bulk
density of the arc-jet char was only 0.138 gm/cm3, The arc-jet
char prepared to 1800 K may have had a considerably lower heating
rate than the laboratory char prepared to 2000 K because of the
large char thickness. The conduction heat flux near the cold
surface was probably on the order of 6 to 8 x 10s* W/m2 near the
end of the char cycle. These differences would have affected
properties somewhat.

A comparison of the thermal conductivities of the arc-jet
chars and laboratory chars is given in Figures 115 and 128, Note
that the thermal conductivity values for the chars prepared by
the two different methqds were in good agreement where correlated
with the maximum exposure temperature (heating rates "similar".)

The chars prepared from the high-density phenolic-nylon and
the phenolic exhibited the same behavior of monitors with maximum
exposure temperature as the chars from the low-density phenolic-
nylon. Of course, monitor levels were different since these
chars had much higher densities than the chars from the low-
density phenolic-nylon. Of particular interest is the fact that
a correlation between the thermal conductivity of the solid and
lattice spacing for the char from the high-density phenolic-nylon
fell on the correlation curve for the char from the low-density
material (see Figure 120). Thus, the chars from the high and
low-density materials seemed to undergo the same changes in
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crystalline order and modeled similarly. Even though the
phenolic appeared to undergo the same changes in crystalline
order and seemed to relate to the monitors similarly, they did
not model the same as the low-density phenolic-nylon chars
probably because of geometric differences in the structures.

Sensitivity of Monitors to Charring Conditions

The monitors which were most sensitive to defining differ-
ences between chars prepared at different degradation conditions
were electrical resistivity, lattice spacing, crystallite size
and thermal conductivity. All of these monitors changed as the
nature of the material changed due to heating rate, residence
time-at-temperature and maximum exposure temperature. The changes
in sonic velocity with a change in charring condition were so
small that the data scatter masked the effects. Likewise, the
thermal expansion was difficult to relate to the thermal history
of the char.

Electrical resistivity and lattice spacing both decreased as
the residence time and/or maximum temperature was increased and
the char solid became more ordered, particularly for the higher
heating rate chars, Thermal conductivity and crystallite size
increased with residence time and maximum temperature as more
ordering occurred, again particularly for the higher heating rate
chars.

Sensitivity of Monitors to Thermal Conductivity

The same monitors which were sensitive to charring conditions
were sensitive to changes in thermal conductivity. In fact, the
correlations between these monitors and thermal conductivity were
better than the correlations between the monitors and the charring
conditions. The monitors correlated well until a high degree of
disorder was reached. At very low levels of graphitization the
monitors became insensitive to thermal conductivity. Or to put
it another way, the thermal conductivity reached very low values
and changed little for the highly disordered states.

The correlations of the monitors and thermal conductivity are
presented in Figures 117 through 124. Observe in Figure 117 that
little change in thermal conductivity was noted for electrical
resistivity values above 0.04 £2-cm. Likewise, the same effect
was noted in Figure 120 when the Jattice spacing reached the value
for turbo-stratic carbon of 3.44 A. It should be noted that there
were other chars which had about the same level of thermal
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conductivity as-those for which data are presented in Figure 120
for which no peaks were observed in the x-ray diffraction patterns»
These chars were highly disordered. Again, note in Figure 122
that the thermal conductivity changed little at crystallite size
below 100 A. A material with a crystallite size below 100 A is
considered highly disordered.

A most surprising result was that thermal conductivity
correlated well with sonic velocity, as shown in Figure 124,
since sonic velocity was not a good monitor for the effects of
charring conditions. Observe in Figure 124 that the thermal
conductivity changed little for sonic velocity above 0.22 cm/ysec.

The general view that one obtains from the correlations of
the thermal conductivity and the monitors is that the monitor
measurements must have fair precision. This leads to the summation
that the scatter seen..in the monitors as a function of charring
condition might have been related to differences in the chars due
to the variability of the charred material perhaps by subtle
differences in charring conditions, sample preparation and/or
virgin material variability. In any event, it is fortunate that'
numerous samples were prepared so that meaningful curves could
be drawn through the scatter.

Anticipated Response of Thermal Conductivity to
Charring Conditions

The results on the low-density phenolic-nylon permits an
.estimate of the response of the material to a "flight" heating
rate. At heating rates during degradation above about 17 x 10
W/m2 it is anticipated that the char will behave in the.manner of
a graphitizable carbon. Thus for chars prepared or generated at
other than very low heating rates, the char can obtain more
crystalline order and the thermal conductivity will increase as
the maximum exposure temperature increases and the residence time
increaseso

The anticipated increases in ordering of the material as
evidenced by increases in the thermal conductivity of the char at
300 K are presented in Figures 127 and 128 for the effects of
residence time and maximum exposure temperature. Observe in
Figure 127 that the thermal conductivity at 300 K can more than
double after four hours at temperatures of 2500 K and 3100 K.
Further, the rate of increase of thermal conductivity is greatest
at very short times. The effect of maximum exposure temperature
presented in Figure 128 indicates that the thermal conductivity
of the char will change little up.to about 2000 K and that

47



significant ordering will occur above 2000 K with a dramatic
increase in thermal conductivity (high heating rate chars).

Changes in the thermal conductivity at 300 K discussed
above indicate the effects of the high temperature exposures
on the degree of ordering or graphitization of the char. The
problem still remains of determining the "instantaneous" thermal
conductivity of the char at high temperatures for a given degree
of ordering achieved at that high temperature. The properties
could shift with a small additional time exposure at elevated
temperature. Extrapolation techniques based on a knowledge of
the behavior of graphitic materials will have to be developed
and some key measurements made to confirm the results. Some
initial estimates of this behavior are made in a later section.

CONCLUSIONS

The changes in the properties of ablative chars which
accompany the charring process can be observed in the laboratory
and quantitized. Relations exist between the crystalline state
of the charred material and physical properties which allow one
to anticipate the response of a material to ablative conditions.

Chars prepared at very low heating rates are not the same
as chars prepared near "use" heating rates. Rather these chars
were found to be non-graphitizing in nature whereas the chars
prepared at higher heating rates were found to be graphitizable.
This difference in the crystalline nature of the chars has a
profound influence on the properties for temperature excursions
above 2000 K. Once the heating rate reaches a value of probably
about 17 x 10** W/Ki2 the ability of the char to graphitize even
more readily is less influenced by the charring heat flux.

For "rapid" chars,residence time-at-temperature and maximum
exposure temperature have a significant effect on the thermal
conductivity of chars prepared above 2000 K. Below 2000 K the
properties are carbon-like and not as sensitive to these
variables. In fact, for chars prepared at temperatures from, say,
800 K to 2000 K the same properties (carbon-like) can probably
be obtained on chars prepared by either slow heating or rapid
heating. However, if slow heating is used one must be careful
to correct the results to the bulk density value of the char
prepared by rapid degradation.

Chars prepared in the laboratory by rapid degradation were
found to exhibit the same behavior as chars prepared in the
arc-jet other exposure conditions being equal. Hence, laboratory
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studies made under controlled degradation conditions can be
used to define the behavior of an ablative material. Suffi-
ciently high heat fluxes can be obtained to provide the proper
char structure.

Best Monitors

Several physical properties were used "•• as monitors to
relate the effects of degradation conditions and the resulting
physical nature of the char. The monitors which were found to
be most sensitive to the physical nature of the char were
electrical resistivity, lattice spacing, crystallite size and
thermal conductivity. Electrical resistivity, lattice spacing
and crystallite size correlated well with both the degradation
conditions and with the thermal conductivity at 300 K. Hence,
the effect of degradation conditions on thermal conductivity
can be studied with the aid of properties which correlate with
thermal conductivity. Of the two best monitors, electrical
resistivity, requires a structural sound specimen of some
reasonable thickness and lattice spacing requires only a small
sample of material from a zone of little thickness.

Transient Behavior of Thermal Conductivity

The purpose of this program was not to define the transient
thermal conductivity curve of an ablating system but rather to
study the relations of degradation conditions and monitor relation-
ships. However, the results were sufficient to make some reasonable
extrapolations of thermal conductivity and provide a first-order
estimate of the transient behavior. This estimate may provide
some useful information for parameteric studies with the NASA
Langley Charring Ablators Program.

The current best estimate of the thermal conductivity of the
0.577 gm/cm3 phenolic-nylon is presented as the solid line in
Figure 129. Data were obtained to about 1100 K on chars prepared
by rapid degradation to various temperatures for short time
exposures. These data were extrapolated to elevated temperatures
through a consideration of the character of the thermal conduc-
tivity curves as a function of temperature. The circles with the
X's are the points of intersection of the extrapolated thermal
conductivity curves with the formation temperature and represent
the best estimate during actual ablation for a given temperature.
The solid curve was drawn through these "boxed" values. The
portion of the curve from 800 K to about 1200 K was established
from data reductions of temperature measurements during quasi
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steady-state ablation tests [see p. 176 of ref. 8]. The estimated
values fall below the values presented in Reference 9 for 0.577
gm/cra phenolic-nylon and above the values presented in Reference
10 for 0.208 gm/cm3 phenolic-nylon. Further work will be required
to refine these curves.

RECOMMENDATIONS

The success of the work with monitors in this program leads
to the conclusion that the work should' be carried to further stages.
This section gives some recommendations as to the direction of
future work that should result in the ability to define the
transient thermal conductivity of charring ablators.

It has been demonstrated that thermal conductivity can be
defined to about 1100 K.by direct and essentially uncorrected
measurement.on chars which are structurally and physically like
chars formed during short-time ablation at elevated temperatures.
Further, direct thermal conductivity measurements on the labora-
tory chars prepared at various formation temperatures can probably
be extended to 2000 K without serious problems arising from the
effects of residence time-at-temperature. Thus, the thermal conduc-
tivity for an ablating char can now be established with confidence
to 2000 K so long as geometry is reproduced. The additional curve
character plus the reduced extrapolation range to the higher
temperature.will provide a sound basis for the definition of the
transient thermal conductivity. With the use of the monitors, the
conductivity can be extended to the higher temperatures by the
continued correlation between laboratory and flight chars. For
example, 3000 K chars would be made, their monitors checked with
flight chars, conductivity measured to 2800 K and then monitors
remeasured to determine the stability of the char during the
measurement,

Basic thermal modeling of the geometry of the structure should
continue on the chars. The porous nature of the chars allows heat
transport by radiation and gas conduction. Both effects must be
defined in order to extrapolate the thermal conductivity results on
short time chars to elevated temperatures. The radiant heat trans-
port will play an important part in extrapolations .to elevated
temperatures and must necessarily be understood. The fact that chars
of similar crystalline nature and structure were prepared from both
and high-density phenolic-nylon is important to modeling and provides
a check. These chars can be fully graphitized such that properties
will not change with residence time for subsequent exposures to
near 3100 K and then thermal conductivity measured over nearly the
full temperature range. These chars provide two significantly
different levels of thermal conductivity because of differences in

50



"V-

in bulk density. Hence/ a simultaneous, analysis of the thermal
conductivity values for these different density chars should
allow a separation of the solid conduction and radiation.

Modeling is also required to understand the effects of
environment on gas.conduction and convection. The gas conditions
change from the laboratory environment to "in-flight". Hence, to
extrapolate the results one must be able to predict the effect of
the environment. . '

It is recommended that the program continue on to the second
phase as outlined in our original proposal for this work.

Last, it is recommended that some investigations should be
begun of the effects of degradation conditions on the physical
properties of ablators different than the phenolic-nylon. We
fully expect that the same behaviors would be noted and a
generalized procedure could be established.

Southern Research Institute
Birmingham, Alabama
July, 1972
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APPENDIX I

A COMPARATIVE ROD APPARATUS FOR MEASURING
THERMAL CONDUCTIVITY TO 2000°F

Southern Research Institute's comparative rod apparatus is
used to measure thermal conductivities of a wide variety of materials
from -300°F to 2000°F. This apparatus, shown schematically in
Figure 1, consists basically of two cylindrical reference pieces
of known thermal conductivity stacked in series with the cylindrical
specimen. Heat is introduced to one end of the rod, composed of
the references and specimen, by a small electrical heater. A
cold sink or heater is employed at the opposite end of the rod as
required to maintain the temperature drop through the specimen at
the preferred level. Cylinders of zirconia may be inserted in the
rod assembly to assist in controlling the temperature drop.
Radial losses are minimized by means of radial guard heaters surround-
ing the rod and consisting of three separate coils of 16, 18 or
20-gage Kanthal wire wound on a 2 or 4-inch diameter alumina core.
The annulus between the rod and the guard heaters is filled with
diatomaceous earth, thermatomic carbon, bubbled alumina or zirconia
powder. Surrounding the guard is an annulus of diatomaceous earth
enclosed in an aluminum or transite shell.

The specimens and references (see Figure 2) are normally 1-
inch diameter by 1-inch long. Thermocouples located 3/4 inch apart
in radially drilled holes measure the axial temperature gradients.
Thermocouples located at matching points in each guard heater are
used to monitor guard temperatures, which are adjusted to match
those at corresponding locations in the test"section.

In operation, the apparatus is turned on and allowed to reach
steady state. The guard and rod heaters are adjusted to minimize
radial temperature gradients between the rod and guard sections
consistent with maintaining equal heat flows in the references.
Temperatures are measured on a Leeds and Northrup Type K-3 potentio-
meter, and the temperature gradients calculated. A typical
temperature profile in the test section is shown in Figure 3.

The thermal conductivity of the specimen is calculated from the
relation

K.AT + !K2AT AX_ .
Ks =

2AT, AX,
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where K! and K2 are the thermal conductivities of the upper and lower
references; ATj, AT2 and ATS are the temperature differences in the
upper and lower references and specimen,, respectively; AXS and
AXr are the distances between thermocouples in the specimen and
references.

Note that for purely axial heat flow, the products K^T! and
K2AT2 should be equal. Due to imperfectly matched guarding and
other factors, this condition is seldom attained in practice;
therefore, the average of the two values, is used in the calculations.
Their difference is maintained as small as possible, usually within
5% of the smaller.

For identical specimens, the ratio AXs/AXr should be unity
but may vary due to the uncertainty in hole locations. To prevent
introducing an additional error in calculations, AX is determined
as follows: the depth Of the hole is measured by inserting a
snugly fitting drill rod in the hole, measuring the projecting length
and subtracting it from the total length of the rod. The slope,
or angle the hole makes with the perpendicular to the specimen axis,
is determined by making measurements to the face of the hole and
the outer end of the drill rod with respect to a datum plane, using
a dial gage. From these measurements, the location of the bottom
of the hole can be calculated.

Generally, measurements with the comparative rod apparatus are
performed in an inert helium environment. The apparatus can also
be operated in vacuum and at gas pressures of up to 100 psig.
We have had experience operating under all conditions.

The primary reference materials which we use are Code 9606
Pyroceram and Armco iron for measurements on materials with low and
high thermal conductivities, respectively. Primary standard
reference sets are kept and are used to calibrate other references
made from the same materials. The standards of Code 9606 Pyroceram
were made from a batch of material which NBS purchased shortly after
their measurements on a sample of Code 960"6 Pyroceram. The curve
which Flynri presented for the thermal conductivity of the Pyroceram
is given in Figure 4.* Note that the curve is in good agreement

Robinson, H.E. and Flynn, D. R., Proceedings of Third Con-
ference on Thermal Conductivity, pages 308-321, 1963 (with
author's permission)
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with the recommended values from NSRDS-NBS 82. The standards of
Armco iron were made from the stock which was used in the round-
robin investigations from which Powell3 developed the most probable
values for Armco iron. The curve used for the Armco iron standards
is shown in Figure 5. Powell estimated the uncertainty to be within
±2 percent over the temperature range from 0° to 1000°C. Note in
Figure 5 that numerous evaluations of Armco iron from other batches
of material have agreed within ±3 percent (coefficient of variation
about curve) with Powell's original data.

In addition to Code 9606 Pyroceram and Armco iron several other
materials have been used as references. These include copper for
high conductivity specimens, 316 stainless steel for specimens of
intermediate thermal conductivity and Teflon or Pyrex for low
conductivity materials.

Copper references have been calibrated against Armco iron and
excellent agreement with literature data has been obtained. Thermal
conductivity values obtained from calibrations of 316 stainless
steel against Pyroceram, Armco iron and a set of 316 stainless
steel standards are presented in Figure 6. Note the consistency
of the data obtained with the three different sets of references.
The coefficient of variation of the data shown in Figure 6,
about the curve value, was ±3.3%. These data indicate the internal
consistency of the stainless steel and the reference materials.
Note that the thermal conductivity values for 316 stainless steel
presented in Figure 6 lie between values reported by several
steel manufacturers and Lucks and Deem.1*

The calibrations indicate that for materials with moderate to
high thermal conductivities the apparatus operates with a precision
of about ±3 percent and a total uncertainty of about ±5 percent
at temperatures above 0°F if temperatures between the guard and
test section are.closely matched. Below 0°F, the precision achieved
to date has been about ±7 percent with a total uncertainty of about
±10 percent. We anticipate that the precision and uncertainty
at cryogenic temperatures can be improved by additional calibrations.

2 Powell, R. W., C. Y. Ho and P. E. Liley, Thermal Conductivity
of Selected Materials, NSRDS-NBS 8, Department of Commerce,
November 25, 1966

3 Powell, R. W., Proceedings of Third Conference on Thermal Con-
ductivity, pages 322-341, 1963

"* WADC TR58-476, "The Thermophysical Properties of Solid Materials,"
Armour Research Foundation, November, 1960.
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Some additional data obtained on the comparative rod apparatus
are shown in Figure 7 and 8. Figure 7 shows thermal conductivity
data for ATJ graphite, with grain, using Armco iron as the reference
material. These data show excellent agreement with earlier data
obtained here and by other sources5 7. The maximum scatter of the
comparative rod points was about 5 percent.

Figure 8 shows data for thermocouple grade constantan obtained
on the comparative rod apparatus using Armco iron references, and on
Southern Research Institute's high temperature radial inflow apparatus,
Note the excellent agreement. These data also show close agreement
with data obtained by Silverman1* on an alloy of very similar com-
position.

ASD-TDR-62-765, "The Thermal Properties of Twenty-Six Solid
Materials to 5000°F or Their Destruction Temperatures," Southern
Research Institute, August, 1962

Pears, C. D.> Proceedings of Third Conference on Thermal
Conductivity, 453-479 (1963)

NSRDS-NBS 16, "Thermal Conductivity of Selected Materials",
Part 2, by C. Y. Ho, R. W. Powell and P. E. Liley, National
Bureau of Standards, 1968.
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TABLE 1

SUMMARY OF DEGRADATION CONDITIONS

Furnace
preheat
temp
K

— — — ..

— — — —

1400

2000
2500
3100

Approximate
cold wall
heat flux ,

(Btu/sec £tr) W/m2

«__..

— — — —

15

64
156
368

....._.___

17 x 10*

72.5 x 10*
177 x 10*
418 x 10*

Measured
temp rise rate

through degradation
zone

(K/sec)

0.17
1.5

16
22

38
49
61

Remarks

Controlled temp
response

Turned power to
max at time
zero (cycled
power)
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TABLE 10

SUMMARY OF X-RAY DIFFRACTION MEASUREMENTS IN-DEPTH ON
CHAR MADE IN LABORATORY FROM LOW-DENSITY PHENOLIC-NYLON

Specimen No.

11-120-1

11-121-1

11-121-2

11-121-3

11-121-4

11-121-5

Mean Distance from
Heated Surface

(cm)

0.0368

0.112

0.192

0.281

0.370
Averag

Lattice Spacing
A

3.4076

3.4044

3.3964

3.3932

3.3900
e 3.3983

Crystailite Size
A

126

140

156

176

212
162"
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cn î **

*t a\ m
oo cn r-

i1 in vo

m cn I-H
•w cn oo
in oo o

rH

r- o vo
i-H M 00
in o <r

rH rH

cn

0̂
o
o
CM

s
2

^

*
o
H

^
in

CM

DO
•*

.

_f

75



S

I

76

co
C 10
01 01

•H C "
o u I
01 -H ~
ax:

•r<
8>

4-
O
s

1f 1w
H

«
£

4)

^J. <a

2
1
c
id

A) !M 1
i. •" I J

ou
TJ 1 10
0> M-rl
*J 0) CO
O -P 0
0) C P
M H
rl 0)
O 14 t

ik. U O a)
»• fe (w

N 01
S2 ic -M c
H O H S« rt _CW •*•

PO *>
CJ «

a
PC

3

3

Rp—

Cu
o

0) O 04 CJg y <n e o)
•rl rtj *rl 0) W

D

C
O
•H
•U
•H
•C
C
0
CJ

oc
•H
M
M
K)

O

C
0) ^
E 01•H*
U E
0) 3
assen

00

"

rH 001

•*•+"

en on
rH rH en
en en CM

T r- in
00 00 VO
CM CM M

•* in vo
00 CO VO
CN CM CM

O O O
on TT CM
en in op

en en vo
•«• rH rH
CM in c

0
o
Tf

rH

W'
0
o
in
CM

S
"e~ .̂3
0
rH

X

I-
r*.
rH

O
in
i

rH

on
en

in in in
r- on r-
in if TT

on Tf

on f en
en en en

rH oo r-
in o on
en en CM

oo in r-
«f O 00
en en CM

o oo o
oo en on
*]•!•» 0

rH

-̂ VO CM
o r- o
«f on in

rH

0
CM

X
o
o
rH
en

S
Cl

•̂
3

o
rH

X

00
i-H

"*

VO
CO

rH
rH

r*
CO
en

o •«• o co
on o vo en

in vo in in

on on oo en

OrH CO t-

oo in o H

in vo •* en
en en en en

t CM *r r-

in vo en r-
n en en e*

en in in in
in^f r- en
cninr^ o

r-

VOrH in «*
r- CM en o
rH in a\ *f

0
in

ô
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TABLE 13

SUMMARY OF X-RAY DIFFRACTION MEASUREMENTS IN-DEPTH ON
LOW-DENSITY PHENOLIC-NYLON CHARRED IN ARC-JET AT 227 x 10 " W/m2

Specimen No.

ARC -JET 1

ARC-JET 2

ARC- JET 3

ARC-JET 4

ARC-JET 5

ARC-JET 6

Average =

Mean Distance from
Heated Surface

(cm)

0.0407

0.241

0.569

0.876

d002
Lattice Spacing

(A)

3.426

3.428

3.434

3.436

LO 0 2
Crystallite Size

(A)

145

125

120

1.05

No Measurable Peaks

No Measurable Peaks

3.431 124

Note: Lattice Spacing was potassium chloride corrected.
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Figure 1. Pictures of chars prepared in the arc-jet in nitrogen at
226 x 10 W/m* for 400-500 seconds
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Arc-jet No.

Spec No.

"x—'x ,' 1-4

0.508 cm

eated
Surface

] -- • --- T r --- T-l

-. As near Surface
as possible

Dotted lines show cutting locations

Figure 2. Cutting plan for arc-jet chars 1 and 2.
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0.620 cm

0.6.20 cm +.012
-.012

0.508 cm

48 Blocks Required

Spec 1-16

Spec 17-32

Spec 33-4 ~~2C 33-48

J=^

î
0.508 cm

5UB̂  cm

M 0.635 cm

*7 » a 1 ri

Dotted lines show cutting locations

Figure 3. Cutting plan for arc-jet char number 3
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Alumina
Insulator

Boron Nitride Disc

0.079 cm Dia
Double Bore
Insulator
(Alumina)

Chrome1
Wire

>- Alumel
Wire

Thermocouple Wires Flattened on
Wire Ends to about 0.005 cm

Grafoil Sheets About 0.013 cm;Thick

Section A-A
Details of Thermocouple
Installation

Figure 5, Expanded schematic of "bare-wire".technique for measurement
of surface temperature in comparative rod apparatus
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Column Support
Electrical Insulator

Potfintiorreter

Copper Voltage Leads

Aluminum Foil
Voltage Tap 0.159
era wide, 0.001 cm Thick

Spherical-
Alignment Joint

Weights

loading
Current Lead

ZZ3
-Stainless Steel
Electrode

Grafoil 0.025 en
''thick

Specimen

-̂ ss^

DC
Ammeter

DC
Power
Supply

1 1
Powerstat
AC Control

115 Volt
Constant
Voltage

Transformer

115 Volts AC
Line

Figure 12. Schematic of apparatus used to measure electrical
resistivity
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Nut for
Adjusting
Length

~/-Finned Back
/ Support

2

Sauereisen
Cement

Tube Support

Outer Quartz
pilatometer Tube

Quartz Extension

Specimen Support
Fixture

Stacked Specimen

Thermocouple Location
(Typ)

ial Gage

inned Dial Extension

'hermocouple Monitoring
Extension Temperature
(Typ 4 Places)

Quartz
Dilatometet
Push Rod L

4.

40.6 cm

Figure 13. Assembly of quartz tube dilatometer for thermal expansion
measurements
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Balanced Beam

•Suspension Wire

Mineral Spirits Level

Open-end Beaker
Mineral Spirits
Test Specimen

Suspended Basket

Beaker Support

Figure 14. Setup for determining suspended weight of saturated
specimen for liquid absorption evaluation
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6 «*
C ' t3 Q)
<u .0 | o

43 (N •> /rt

O R
4J p^ ^

- "1 . W pJ

Q> . l^' — .c c n o
O O O O *H tjN - H _ . oo a )

-*-* rH fl% fll Jj

r ido " W W ( t J::. & o : cm
U - U rH . | Q ̂

' . O . (11
4 v ~ ^ " QJ W J-l
'.'.*•/- '. ' E Q) ft:x,_ O.JH ^
<~ ?] » FH S<S

'] <3 • " ^
" - " [ " " " " - H O

X31 , i i j r*• i r 1 -f-1*-1

: r1 - t , - l ex
-.I Q)

.:t<v . o uo
=r - «> r5 5j

-,» - -- 4J
~* 7 T JLf fl)

" " " " DJ O
_ _sd. feUj

_!j> o d)X

3̂
| .r- a

~T

~ / *~^. r ^

z ^ _ _ _ _ o m
04 M

jj
. s : : tn

-H
r^

L4J

Hi
. ..U. .. . . . <~>

O O
O
in

99



-

-

-

-

--
--

_ _

o
o
o

o) ia c
U C t
<d IH c
u-i m n
l-l -U t
3 C, '.
W H O

l/
r"

O> O> r~
O\ O\
1 1 r-

rH rH r-
H H

u
13 at

c.
CM <N r
CO 00 r-
1 1

rH H f
i-H rH r-

OD<

UH
14*4
0

*o
" 0)

U

J3
" -M

Kj

(U

* £
o
fr

•
s

~ ~N

.

\ ) ($ - - - _ , „ _ _
J d _ „ - . - _

jfli _ , _1$ -; :_ _ __ _
OH - - - -

- t r H . . . .
^,-(

| ._ .

• »

9 w3

3O -

j »
i

i i
j .

l O :;:_:_ _ : : _ _ : _ : _

|3 j

V - J

A 3
_. _ ~^--i- - - .\-

" ~z~ ~ :~: 3 : i~~ _
\ ,x^
7
i

7
i ^ \

P
_

„. _

: i." -i" 2 i ~ iji-
T'

/ '

'"I
73

^
(

•~ ,_
r T *-. <^ r

^*( V

" ^^ ^^ ^ ~ ~ ~" ' F* S(™ "• ^
QJ1.__1 i M^-j-S,

^ ^ ->Pv . . _ ..,- V*Si._ _ . .._ .. _. _.

O 0 O
O 0 O
m o m
<N fN i-l

.. o
o
r̂ »

o

__ l t o mo OJ

in 'D
i • pj

- -- - - _ - O
_ (j

-- - - - - y)

O 1
_ _ .0

«4* _.
vU_ _ -. _ - _ _ _ _ ----- g

. _. -H
r .

^j . O

ij - - - °
t/i

3
O

<U^ " "
r£3

«' 0 '

o" - " " " o
f\J

*\J'

(~*i
fS^

1 «

I/
"£ _ _ _ 0

rH

- ^_ -._„ _ - - -! — TP^TN^P^'X
* ? J ^

ife
£' !

_ _.r _

0 ' 0 0
0 O
o in
r-\

m m

o

tr>
•H
fn

M -

100



•H
O
0)

O

iH

c
0)

4J O
•H rt

O <1)
H 4J

0)
(0

O
ft
w o

(d G)
^ ra0) >-i
ft 0)

B -H

t7>
•H
fr,

101



•

rrt 5 w

_- M4-) • - -
« — * _ . . _ __

.. - _ - » rH r-l -.--- — — -^ — — _ _ * _ . . _ _ - . -

::::~: OD _::: _ ~ : _ ~~ ;~ ~~ "
i
t

u) j
O
(tf

M
'" _-

WJ N-
[|

r jl
*.-. f
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Specimen 11-88, 0.1°K/sec to 1989°K

Specimen 11-95, 1.5°K/sec to 2021°K

Figure 44. Photomicrographs at ,9.60 X under polarized light of low-
density phenolic-nylon char .prepared.in the laboratory
at low heating rates to 2000 K. (Photomicrographs courtesy
of NASA Langley) .
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Front Face, Exposed to Heater

Back Face

Figure 45.

126

Photomicrographs, at, 960. X.. under polarized light of
lowf density^'phenolic-nylon.; char specimen 11-91
preparedCin,^ rise rate of
i6 :K/sec ; (17 xl:;rb^:';W/m2'''cQ.l<a'r'wali heat flux) to
1957 K. (Photomicrographs Courtesy of NASA Langley)



Front Face, Exposed to Heater

Back Face

Figure 46. Photomicrographs at.960 X under polarized light of low-
density phenolic-nylon, char specimen 1-112 prepared in the
laboratory at a temperature ..rise-rate of 38 .K/sec (72.5 x 101*
T'?/m2 cold wall heat-flux) to' 2033 K. (Photomicrographs
Courtesy of NASA Langley)
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Front Face, Exposed to Heater Back Face

Specimen 1-86, 49°K/sec to 2649°K
177 x 10" W/m2 Cold Wall Heat Flux

Front Face, Exposed to Heater Back Face

Figure 47,

128

Specimen 11-87, 61°K/sec to 3080CK
418 x 10" W/m2 Cold Wall Heat Flux

Photomicrographs' at :
:9;60.-X.-.'under polarized light of low-

density .char .specimens prepared, in the ' laboratory at
.different-heating'rates and to. different temperatures.
(Photomicrographs .Courtesy ?of. NASA Langley)



500X

Figure 48.

960X, Polarized Light
(Courtesy of NASA Langley)

Photomicrographs of phenolic char specimen P-6 prepared
in the ' laboratory •••atfa^temperature rise rate of 61 K/sec
(418 x 104 W/m^-coia-wall'heat-fluxy •• to 3066
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1.905 cm
CO.750 in.)

Figure 49. Pictures"' ofV.i>heno3,̂ .c .specim̂ 'HMP prepared in the
laboratory at,..a., .yeriy.'ipU, heating'.'-rate to 3033 K
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Figure 50. Effect of heat flux on electrical resistivity for
chars prepared in the laboratory to 2000 K from
low-density phenolic-nylon
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