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FRICTION LOSSES IN A LUBRICATED THRUST-LOADED
CAGELESS ANGULAR-CONTACT BEARING
by Dennis P. Townsend, Charles W. Allen*, and Erwin V. Zaretsky

Lewis Research Center

SUMMARY

The NASA spinning torque apparatus was modified to measure the spinning torcfue in
a cageless ball thrust bearing. Friction torque. was measured for thrust loads ranging
from 44.5 to 403 newtons (10 to 90 1b) at speeds of 1000, 2000, and 3000 rpm. Tests
were conducted with a di-2-ethylhexyl sebacate and a synthetic paraffinic oil. These
tests were run with either oil jet lubrication or with a thin surface film of lubricant. An
analytical model which included rolling resistance was developed and extended from a
previous model for spinning torque and lubricant rheology.

The analytical and lubricant rheology models developed for calculating the friction
torque in a thrust loaded ball bearing show close agreement between the computed and
experimental results. For a lubricant of relatively low viscosity such as di-2-
ethylhexyl sebacate, the largest contribution to the friction torque is the ball spinning
component. The torque appears to be relatively unaffected by the amount of lubricant
present. v

For a viscous lubricant such as the synthetic paraffinic oil, the largest contribution
to the friction torque is that of the rolling resistance of the balls through the lubricant. .
In this case, a reduction of the amount of lubricant present appreciably reduces the
friction torque. With only a thin film, the contribution of the rolling resistance disap-
pears altogether.

With a low viscosity lubricant an excess amount of lubricant present in the bearing
has little deleterious effect. However, with a viscous lubricant, a nominal flow of oil
to the bearing can result in a tenfold increase inthe friction torque as compared with
the minimum value.

* Professor of Mechanical Engineering, University of California, Chico, California.



INTRODUCTION

In bearing and gear applications considerable power losses occur in the systems
even though good lubrication is present. In rolling element bearings these power losses
result in heat generation and increase the temperature of both bearing components and
lubricant. These losses occur due to a number of factors; shearing of the lubricant in
the bearing cavities, rubbing of the balls and cage (separator), cage drag, spinning and
rolling of the balls in the raceways and churning of the lubricant. Ball bearing kine-
matics are also affected by these losses. Early analytical work (refs. 1 to 3) on power
losses in ball bearings were restricted to the use of Coulomb friction at the sliding con-
tacts. More recently it has become evident that the Coulomb friction model is inade-
quate-to completely describe all the conditions in a real bearing (refs. 4 and 5). In the
later analysis (ref. 5), the elastohydrodynamic (EHD) lubricant film and the rheological
properties of the lubricant were used to determine bearing friction and kinematics. The
method of reference 5 uses an exponential model for the lubricant pressure-viscosity
characteristics which may, however, predict power losses higher than those which gen-
erally occur in practice.

The torque of a ball spinning in a groove with different conformities and several
lubricants was measured (refs. 6 to 8) in the NASA spinning torque apparatus. Later,
an analytical model was developed (refs. 9 and 10) which predicted the extent that EHD
film contributed to the effective ball/race separation and spinning torque. The analyses
showed that conventional EHD lubrication is possible in the case of a groove having con-
formities up to 60 percent. The analytical model reported in references 8 and 9 was
further refined by the development of a new lubricant rheological model (ref. 11). Ina
bearing application, however, the balls are simultaneously rolling, spinning, and plow-
ing through lubricant, all of which contribute to the frictional forces on the balls and the
complete bearing. V

In view of the aforementioned, the objectives of the research reported herein are
(1) to measure experimentally the power losses in a thrust loaded ball bearing without
a cage, (2) to extend the previously developed analytical techniques for determining

“power losses of a ball spinning in a nonconforming groove to the case of a bearing oper-
ating with combined spinning and rolling, and (3) to determine analytically the effect of
lubricant viscbsity and aerodynamic drag on bearing power losses. Tests were con-
ducted in the NASA spinning torque apparatus at room temperature using a cageless
204-size angular-contact ball bearing having three balls. Test conditions were 1000,
2000, and 3000 rpm and varying loads from 44.5 to 403 newtons (10 to 90 1b) with two
bearings. One bearing had a 26° contact angle with a 52 percent conformity at inner
and outer races. The second bearing had a 17° contact angle with 53 and 54 percent
conformity at the inner and outer races, respectively. The tests were conducted with.
two lubricants, a di-2-ethylhexyl sebacate, and a synthetic paraffinic oil.
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APPARATUS, LUBRICANTS, AND SPECIMENS

Spinning Torque Apparatus

A modification of the spinning torque apparatus (see fig. 1) as reported in refer-
ences 6 and 7 was used for the tests reported herein. The apparatus essentially con-
sists of a turbine drive, a pneumatic load device, an angular-contact test bearing, a
lower test-housing assembly incorporating a hydrostatic air-bearing, and a torque-
measuring system. In operation, the inner ring is pneumatically thrust loaded against
the outer ring through the drive shaft. As the drive shaft is rotated, the inner ring
rotates with respect to the outer ring. The friction torque on the outer ring causes an
angular deflection of the lower test-specimen housing. This angular movement whic.h is
limited by a torsion wire is sensed optically by the torque-measuring system and is con-
verted into a torque value. During a test, the torque is continuously recorded on a §trip
chart.

Test Bearings

The test bearings were conventional angular contact bearings with the cages and all
but three balls removed. Specifications of the bearings are given in the following table:

Type A B
Inside diameter, mm (in.) 20 (0.7874) 20 (0.7874)
Outside diameter, mm (in.) 47 (1.8504) 47 (1.8504)
Width, mm (in.) 14 (0.5512) 14 (0.5512)
Pitch, mm (in.) 35.5 (1.309) 35.5 (1.309)
Nominal contact angle, deg 26 17
Inner race curvature, percent 52 53
Outer race curvature, percent 52 54
Number of balls 3 3
Ball diameter, mm (in.) 7.15 (0. 281) 7.15 (0.281)
Hardness of inner race, R, 62 to 64 62 to 64
Hardness of outer race, R, 62 to 64 62 to 64
Hardness of balls, R, 62 to 64 62 to 64
Surface finish of races, pm (uin.) 0.15 (6) 0.15 (6)
Surface finish of balls, pum (uin.) {0.025 to 0.05 (1 to 2) [0. 025 to 0.05 (1 to 2)
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Lubricants

The lubricants used for the tests were as follows:
(1) Di-2-ethylhexyl sebacate with properties at 294 K (700 F) given by reference 11

as
Ambient viscosity, 1, N-sec/m” (1o~ sec/in.2) . . . . . . . . . .16x10°3 (2.3x10"%)
Pressure-viscosity exponent a, m /N (psi” 1) e .. 141078 (1.0><10'4)
Transition shear stress, 7, N/m2 Ppsi) . . . . . ... 6.89x10% (1000)
Lubricant factor, ¥ . . . . . . . . . ¢« ¢ ¢« ¢ o v v v v i v v v e ... 0.04
(2) Synthetic paraffinic lubricant with properties at 294 K (70° F) given by refer-
ence 11 as .
Ambient viscosity, p_, N-sec/m? (lb-sec/in.®). . . . . . . ... ..0 414 (6x107°)
Pressure-viscosity exponent, «, m2/N (psi'l) c e e e e . .. 1,33x107 (9 2><10 5)
Transition shear stress, 7, N/m2 (psi) « « « v . o ... .. 6.89x108 (1000)
Lubr1cantfactor,F............................0.07

Test Procedure

Two angular-contact 204-size ball bearings with 17° and 26° contact angles were
run, without a cage and with only three balls, in a bearing torque apparatus described
initially in reference 8 and shown in figure 1. Tests were run to measure bearing
outer-race torque at 1000, 2000, and 3000 rpm at loads from 44.5 to 403 newtons (10 to
90 1b). The bearings were run with two lubricants, a di-2-ethylhexyl sebacate anda syn-
thetic paraffinic oil, under two different lubricant conditions. The bearings were first
run with an oil jet of lubricant of approximately 8 cubic centimeters per minute and
after being cleaned were lubricated by applying a few drops of lubricant which had been
diluted by a 5 to 1 addition of hexane. As the lubricant solution was applied, the hexane
evaporated leaving only a thin film of lubricant on the bearing surfaces. Each load and
speed condition was run only long enough to reach equilibrium conditions usually 5 to
15 seconds.



ANALYSIS

Kinematics

The analysis is based upon an idealized model in which the bearing is subjected to
an axial load which is distributed uniformly among the balls. Since the test specimens
contain only three balls, the preceding is a realistic assumption.

In order to simplify the analysis, the ball/race interaction will be considered in
relation to a coordinate system (fig. 2) which is rotating at an angular velocity ¢ cor-
responding to the orbital speed of the balls. The origin of this moving system is coinci-
dent with the ball center.
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Figure 2, - Section of bearing showing coordinate system used in kinematic analysis.

The following assumptions are made in deriving the various kinematic relations:

(1) The speed is low so that inertia effects are negligible and therefore the inner
and outer race contact angles are equal.

(2) The ball motion is assumed to be such that there is no slip at the nominal point
contacts between ball and races. Spinning can, however, occur at both ball/race con-
tacts.

On the basis of the preceding assumptions the rolling and spinning angular velocities
can be obtained from the relation in appendix A as

.
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The loaded contact angle 6 is dependent upon load and is computed as indicated in
appendix B.

The angle B which the angular velocity vector of the balls makes with the bearing
axis is a variable which is dependent upon the kinetics of the ball motion. If inertia
forces are neglected, the magnitude of B is influenced mainly by the spinning torque
at the inner and outer ball/race contacts.

Origin of Friction Torque

In a lubricated ball bearing, there is an EHD film between each race and ball and
there is also some lubricant surrounding the high pressure EHD region. Among the
possible sources of bearing friction, in a cageless thrust bearing of the type under in-
vestigation, are the following:

(1) Spinning friction arising within the EHD region

(2) Spinning friction due to the lubricant outside of this region

(3) Rolling resistance due to the lubricant being squeezed out in front of the rolling

ball

(4) Friction due to translational sliding in the EHD region

(5) Fluid dynamic drag of the balls as they orbit about the center of the bearing

(6) Hysteresis losses due to elastic deformation of steel during rolling

The contribution to the bearing torque of each of these effects will be considered
independently and then the total bearing torque obtained by the summation of the indi-
vidual contributions. For the first order computation, coupling between the various
effects will be neglected.



Spinning Torque

Analysis of the spinning torque is an extension of the work undertaken previously
for the spinning of a ball in a nonconforming groove (refs. 9 and 10). The contact
ellipse for the ball/race interface is shown in figure 3. As in the case of the pure
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Figure 3. - Contact ellipse between ball and race,

spinning reported in references 9 and 10, several simplifying assumptions are made
as follows:

(1) The stress distribution is Hertzian.

(2) The major axis of the ellipse is assumed to be considerably greater than the
minor axis. For a 54 percent conformity the ratio of the major to minor axis is 5. 2.
For conformities less than 54 percent this ratio is larger.

(3) The major axis of the contact ellipse is considerably less than the ball radius
so that the ellipse may be approximated by a plane ellipse lying in the x-y plane.

(4) The significant velocities, as far as film thickness and torque are concerned,
are those in the x direction. This follows from the second assumption.

(5) The nonsymmetry of the film thickness in the positive and negative y direction
[is assumed to be small so that moments can be assumed to be balanced about the z
axis.

(6) The surface roughness is assumed small in comparison with the thickness of
the EHD film.

(7) Frictional resistance is entirely due to viscous shear.

(8) Side leakage is neglected.

(9) Rheological properties of the lubricant are as defined in reference 11.

(10) The film thickness in the x direction is constant.
(11) The surfaces are isothermal.

On the basis of the preceding assumptions, the system can be reduced to a number

of elemental rollers of width dy in rolling and sliding motion relative to the groove



(fig. 3). Relative to the rotating coordinate system the surface velocity of the elemental
roller is obtained in appendix A for the inner race as:

Bi '<wriR + Wei¥ > (2a)

and for the outer race as:

U

Bo <(‘"roR - wsoy> (2b)
The magnitude of the respective surface velocities of the inner and outer races with -
respect to the rotating coordinate systems are:

U R (3a)

Ri = “ri

URo = wroR o (3b)

The slip velocity of the ball with respect to the inner race from appendix A is ob-
tained as

Ugi = ~@gi¥ (3c)
and for the outer race
Ugo = ~Wgo¥ (3d).
The tractive force on each element of the contact ellipse is then given as
— b' ~
For a Newtonian fluid with a linear velocity gradient
U
h



where the film thickness h is given in reference 12 as

0.6.,0.03,0.43 0.7 0.7
1.6« E' R K Un+ U
h = e o B R (62)
WO' 13 2
and
E'= - 2 (6b)
2
1 - Vl 1 - V2
+
‘ Ey Eqy
! RR
R, =—= (6c)
R+ R

2
W - 0.T5P E - <zﬂ (6
a a

According to reference 11 the assumption of Newtonian behavior for the lubricant is not
realistic at high pressures and shear rates and a more general model is

U
as °s
T=He T — 7<7, (7a)
h
as Us
T=He o — e <7< Fs (7b)
h
as Us -
7=Fs pu,e " —>Fs (7c)
h

The computation of 7 using the foregoing relations proceeds as follows:

(1) At a given value of y the film thickness is computed using equation (6a).

(2) For each value of x at the given value of y the Hertzian contact pressure is
given by
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The shear stress 7 is then computed by equation (7a) and then, if it is larger than To
and also larger than F, it is recomputed by equation (7c) but the sign remains the same
as in the original computation. If the conditions for equation (7c) are not satisified then
the original value of 7 remains unchanged.

The resulting spin torque about the z axis is then obtained by integrating the elemen-

tal moments over the whole contact ellipse as

Msl=/dMsl=/yj><dF 9)

In addition to the effect on spinning torque of the lubricant within the Hertzian con-
tact region, the effect of the lubricant outside of this region must be considered. The
expression for this moment is given in reference 8 as

/2 KR
r3 d¢ dr
M, =4uw ¢
s2 s 1
2 /2 1/2
R R
R+h-_G|, G\ .2 _<R2_rz)
0 r, cos @ cos ¢

(10)

This may be integrated numerically over the region outside the contact ellipse. The
total moment Ms’ is therefore the sum of the moments given by the equations (9) and
(10)

Mg = Mg + Mg, (11)

Spinning torques are computed for both inner and outer ball/race contacts and for
equilibrium it is necessary for the net vector moment on the ball in the z direction to be
zero. Therefore for equilibrium

-

M + Mg, =0 (12)
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The value of the spinning torque at the inner and outer ball/race contacts are de-
pendent upon the relative spin velocities which are in turn dependent upon the angle B
of the angular velocity vector. In order to obtain the correct value of B, two extreme
values are assumed and the net moment on the ball computed for each and an interpola-
tion procedure is used to arrive at that value for which the net moment on the ball is
close to zero. The criteria used in the numerical computation is

M, + M
_‘,1 fl < 0.01 (13)
M|+ (™|

When the net moment has been obtained within the limit defined by equation (13),
the resulting bearing torque due to ball spinning friction only is obtained as

T, = NM, sin 6 (14)

Rolling Resistance

As the ball rolls in the groove, lubricant is squeezed out ahead of the ball/race
contact as shown in figure 4(a). However, if inertia effects are neglected, the ball
must be in equilibrium and therefore some microslip must be present in order to pro-
vide balancing forces Fg, ‘and Feo (fig. 4(c)).

A simple force analysis shows that for equilibrium:

Fsi - Fso -F,. + F

Ri * FRro = ¢ (15)

and by taking moments about the center of the ball

it may be seen that
Fg; = Fp (16b)
Fso = FRO (16¢)

The rolling velocities are obtained from the kinematics outlined in appendix A.
The shear force due to rolling is obtainable from the analysis presented in reference 13
and modified for a ball race contact as indicated in appendix C.

12



(a) Reverse flow of lubricant in entry region.

Fr
A Fr
SIS v

{b) Friction forces on ball and race
due to reverse flow.

T20

7

— "“F
FRO So
F

o Q/ ]

Fgj——= —=FRi

(c) Ball and races showing all forces
necessary for equilibrium,

Figure 4. - Origin of rolling drag on ball and race.
The torque on the inner ring due to the rolling resistance is then given by
Tg; = 2FR;NR; (172)

Similarly the torque on the outer ring is given by

T20 = 2FR0NR0 : (17p)

The preceding analysis is based upon the assumption that the microslip necessary
to provide the forces FSi and FS o is small in comparison with the other motion of the
ball/race system and therefore does not significantly change the kinematics of the bear-
ing.

13



Fluid-Dynamic Drag

As the balls orbit within the bearing there is a drag force present which is approx-
imately equivalent to the drag of a sphere submerged in a fluid. An approximate analy-
sis of this can be made using the following assumptions:

(1) Each ball is assumed to behave as it would while moving in a steady stream of
fluid.

(2) Interaction of the balls with each other is neglected.

(3) Any effect due to rotation of the balls is neglected.

On the basis of the preceding assumptions, the drag FD of a single ball may be
computed by the following formula (ref. 14)

2 )
Fp = CyR (% pUc> (18)

A difficulty arises because the density of the medium must be known. The viscosity
of the medium also must be known because the drag coefficient CD is dependent upon
the Reynolds number (ref. 14). The fluid in the annular space is, however, not homo-
geneous but a mixture of air and lubricant.

The drag force may, however be bracketed by computing a value based upon air
alone and another value based on the annular space being filled with lubricant.

As shown in figure 5, for equilibrium the drag force must be balanced by forces at
the inner and outer ball/race contact. These forces would be caused by microslip at
the ball/race contact and would each be equal to FD/2. The resulting torque on the
inner race is then

Ty = R — (19a)
2
and on the outer race is
F
Tgo= Ry (19b)

The torque at the inner race therefore adds to the friction torque seen by the rotating
inner ring. The fluid drag torque on the outer ring, however, acts in the opposite di-
rection to the other torque values previously discussed (see fig. 5). Hence, this value
would be subtracted from the other torque values.

14



Figure 5. - Fluid dynamic drag on ball and resulting drag
forces on inner and outer races.

Hysteresis

When a ball rolls on a plate or in a groove, elastic deformation of the ball and
groove will occur. The application and relaxation of load as the ball rolls along the
groove will result in a certain amount of hysteresis loss within the stressed zones of the
ball and groove.

An experimental investigation of the hysteresis loss for balls rolling on a flat plate
is reported in reference 15. A semianalytical relation is reported in reference 15 be-
tween the specific damping capacity of the material and the resisting force. This rela-
tion is

2
Fy= 0.1315 1 + LV Specific damping capacity (20)

ElEaZ

For an AISI 52100 steel ball (Rc 60) a value of the specific damping capacity of 0. 007 is
given in reference 15.

Since the stressed region is assumed to be that enclosed within the Hertzian contact
region, equation (20) may be modified for an elliptic contact region similar to that pres-
ent between a ball and groove by substituting the area of an ellipse for that of a circle.
Equation (20) then becomes

15



2
Fy = 0.1315 L, 1\P"  Specific damping capacity (21)

E1 E2 ab
The torque on the outer race due to hysteresis is then obtained as

T40 = NFH(RP + R cos 9) (22)

Total Friction Torque

Neglecting coupling between the various effects considered individually and combin-
ing equations (14), (17b), (19b), and (22) result in the gross torque on the outer race
where '

T0=T10+T20-T30+T40 (23)

RESULTS AND DISCUSSION

The friction torques were measured experimentally for all specimen and lubricant
combinations at loads varying from 44.5 to 403 newtons (10 to 90 1b) and for speeds of
1000, 2000, and 3000 rpm. For each lubricant, the torque was measured under condi-
tions of a full supply of lubricant to the bearing and then with a thin film of lubricant,
only.

Experimental torque results for the di-2-ethylhexyl sebacate for the 17° and 26°
contact angle bearing are shown in figures 6 and 7 for oil jet lubrication. The same
tests were repeated for thin film lubrication. However, no significant difference was
obtained between the experimental results for the full lubrication condition and the thin
film case. The analytical values for the torque due to the combined spinning, rolling,
and hysteresis on the outer races are also shown in figures 6 and 7. Calculated values
for the fluid-dynamic drag have not been included because of the unknown nature of the
fluid within the annular region.

The experimental values of the friction torques of the 17° and 26° contact angle
bearing lubricated with the synthetic paraffinic lubricant for oil jet lubrication are shown
in figures 8 and 9. The calculated values for the combined spinning and rolling torque
are shown in the same figures. There is reasonably good agreement between experi-
mental and analytical values of torque for jet lubrication. The calculated values of
torque increase more with speed than do the experimental values. This result is most
likely caused by more lubricant being thrown out of the bearing as the speed increases

16
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for the experimental case.

Figures 10 and 11 show the experimental results for the thin film lubrication of the
synthetic paraffinic oil. From these data it is seen that the speed effect is practically
nonexistent. The experimental trend for thin film lubrication values compare reason-
ably well with the calculated values of torque considering the spinning term (eq. (14))
and hysteresis loss (eq. (22)) only.

In comparing the torque values of figures 8 and 9 with figures 10 and 11, there is an
order of magnitude increase in torque with jet lubrication as opposed to thin film lubri-
cation with the synthetic paraffinic lubricant. This increase did not occur with the much
less viscous di-2-ethylhexyl sebacate. This is because the di-2-ethylhexyl sebacate
which is less viscous than the synthetic paraffinic oil was not retained in the bearing.
The small amount of lubricant remaining in the bearing did not cause a measurable in-
crease in the viscous torque of the bearing.
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Figure 10. - Experimental and calculated values of torque plotted against load lub-

ricated with thin film of synthetic paraffinic oil. Speed, 1000, 2000, and
3000 rpm; contact angle, 17°.
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TABLE 1. - POSSIBLE LIMITING VALUES OF FLUID DYNAMIC DRAG TORQUE BASED ON

COMPLETE FILLING OF THE ANNULAR CAVITY WITH A HOMOGENEOUS FLUID

[Ambient room temperature.]

Fluid Orbital speed, |Reynolds |Drag coef- | Drag force/ball, | Total drag |Speed,
m/sec (in. /sec)|number, ficient, N (Ib) torque, rpm
Re CD N-m (lb-in.)
Air 0.7 (27.5) 3217 0.55 6. 4x10° 5 3.2x10°7 | 1000
(1. 4x10°5) @.8x10"%)
2.13 (84) 990 0. 42 4.6x107 2.3x10°% | 3000
(1.0x107°) (2x107°)
Di-2-ethylhexyl | 0.7 (27.5) 287 0.7 6. 1x10™3 3.2x10°% | 1000
sebacate (1. 4x1073) 2.8x1073)
2.13 (84) 880 0.45 0.037 0.0018 3000
(0. 008) (0. 016)
Synthetic paraf-| 0.7 (27.5) 10.7 4 0.036 0.0018 1000
finic oil (0. 008) (0. 016)
2.13 (84) 33.0 2 0. 168 0.0086 3000
(0. 038) (0.076)

The computed minimum and maximum torques expected from the fluid-dynamic drag
are shown in table I. This value is arrived at by considering the annular space to be
filled with air only. For the other values the space is considered to be completely filled
with lubricant. On the basis of drag in air, the contribution to the total bearing torque
is insignificant. The assumption of completely filling the annular space with the syn-
thetic paraffinic oil yields a maximum value of 0. 008 newton-meter (0. 07 lb-in. ) at
3000 rpm.

The computed bearing torques due to hysteresis effects only are shown in figure 12.
These torques are dependent only upon load and contact angle and are independent of
speed and lubricant. However, as shown in figure 12, the hysteresis effect alone is in-
significant compared with the other factors considered.

The agreement between the experimental results and the computed values is gener-
ally good, although the computed torque is, with few exceptions, less than the corres-
ponding experimental value. In all cases, an extrapolation of the curves back to the
zero load point yields a finite torque at the no-load condition. This is to be expected in
the case of the di-2-ethylhexyl sebacate and the synthetic paraffinic lubricants with ade-
quate lubricant supply because the rolling term will still be present with zero load.
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Figure 12 - Hysteresis torques for 17% and 26° contact angle bearings with three
balls.

However, for the case of the thin film, the only torques computed are those due to the
ball spin and hysteresis effects. There would, however, be a small rolling torque with
any nonzero lubricant film. This small rolling torque undoubtedly accounts for the small
torque present at zero load which would have the effect of raising the computed value by
approximately the same amount over the whole load range, bringing the computed and
experimental values into close agreement.

SUMMARY OF RESULTS

The NASA spinning torque apparatus was modified to measure the spinning torque
on a cageless ball thrust bearing. Friction torque was measured for thrust loads vary-
ing from 44.5 to 403 newtons (10 to 90 1b) at speeds of 1000, 2000, and 3000 rpm. Tests
were conducted with di-2-ethylhexyl sebacate and a synthetic paraffinic oil. These tests
were run with either oil jet lubrication or with a thin surface film of lubricant. An ana-
Iytical model which included rolling resistance was developed and extended from a pre-
vious model for spinning torque and lubricant rheology. The following results were ob-
tained:

1. The bearing analytical model and lubricant rheological model developed for deter-
mining the friction torques in a thrust loaded ball bearing are confirmed by fair agree-
ment between the computed and experimental results,

2. For a lubricant of relatively low viscosity such as di-2-ethylhexyl sebacate, the
largest contribution to the friction torque is the ball spinning component. The torque
appears to be relatively unaffected by the amount of lubricant present.
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3. For a viscous lubricant such as the synthetic paraffinic oil, the largest contri-
bution to friction torque is that of the rolling resistance of the ball through the lubricant.
In this case, a reduction of the amount of lubricant present appreciably reduces the fric-
tion torque. With only a thin film, the contribution of the rolling resistance disappears
altogether.

4. With a low viscosity lubricant, an excess amount of lubricant present in the bear-
ing has little deleterious effect. However, with a viscous lubricant, a nominal flow of
oil to the bearing can result in a tenfold increase in the friction torque as compared with
the minimum value.

Lewis Research Center,
National Aeronautics and Space Administration,
Cleveland, Ohio, April 4, 1973,
501-24.
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APPENDIX A

SYMBOLS

major semiaxis of contact ellipse, m (in.)
minor semiaxis of contact ellipse, m (in.)
total curvature

semiwidth of contact ellipse at y, m (in.)
drag coefficient

materials properties factor, N/m2 (psi)
modulus of elasticity, N/m2 (psi)

unit vector along bearing axis

lubricant factor

bearing thrust load, N (Ib)

fluid dynamic drag, N (Ib)

friction force due to rolling drag, N (lb)
function defined by eq. (D2)

rolling drag per unit length for cylinder, N (Ib)
race curvature

film thickness, m (in.)

minimum distance between ball and groove, m (in.)
unit vector in x, y, and z direction

constant defining outer boundary of integration
function defined by eq. (C2)

total spinning torque at ball/race interface

total spinning torque in Hertzian ellipse, N-m (Ib-in.)

spinning torque due to viscous drag outside Hertzian ellipse, N-m (lb-in.)

number of balls

normal load, N (Ib)



Wow oo W oA
H o m

2]

reduced pressure

radius of ball, m (in.)

radius of equivalent cylinder, m (in.)

radius of groove, m (in.)

pitch radius, m (in.)

radius of race, m (in.)

polar coordinate ‘

value of r at outer boundary of Hertzian ellipse, m (in.)

contact stress, N/m2 (psi)

bearing torque due to ball spin torque, N-m (lb-in.)

bearing torque due to rolling drag, N-m (lb-in.)

bearing torque due to aerodynamic drag, N-m (lb-in.)

torque due to hysteresis, N-m (Ib-in.)

total bearing torque, N-m (lb-in.)

surface velocity of ball relative to moving coordinate system, m/sec (in./sec)
linear velocity of ball center, m/sec (in./sec)

surface velocity of race relative to moving coordinate system, m/sec (in./sec)
relative slip velocity between ball and race, m/sec (in. /sec)

load per unit width, N/m (Ib/in.)

Cartesian coordinates, m (in.)

moving coordinate system

pressure-viscosity exponent, (N/mz)_1 (psi'l)

angle which ball angular velocity vector makes with bearing axis, deg

loaded contact angle, deg

unloaded contact angle, deg

absolute viscosity, N—sec/m2 (lb-sec/in.z)
ambient viscosity, N—sec/m2 (lb-sec/in.z)
Poisson's ratio

density of fluid, kg/m3 (lb-secz/in. 4)

shear stress, N/m2 (psi)
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dummy variable

93

transition shear stress, N/m2 (psi)

93

nondimensional variable denoting distance to location of ambient pressure point

®
@ polar coordinate in x-y plane

Q. angular velocity of ball center, rad/sec

Qi angular velocity of inner race, rad/sec

Q o angular velocity of outer race, rad/sec

w angular velocity of ball with respect to rotating coordinate system, rad/sec

w; relative angular velocity of inner race with respect to moving coordinate system,
rad/sec

Wo relative angular velocity of outer race with respect to moving coordinate system,
rad/sec

w,  angular velocity of rolling, rad/sec

wg  angular velocity of spinning, rad/sec

Subscripts:

i inner race

o outer race

Superscript:

- denotes vector
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APPENDIX B

BEARING KINEMATICS

Kinematics of the ball and races will be considered in relation to a coordinate sys-
tem X, Y, Z with origin at the ball center and rotating at the orbital angular velocity.
The coordinate system is orientated with the z axis along the line of contact as shown
in figure 2. The angular velocity w of the ball with respect to the moving coordinate
system is orientated at an angle B8 to the axis of the bearing.

The unit vector along the bearing axis is e

6= jcos6-Ksine (B1)

and the various angular velocities are

-~

Qie angular velocity of inner ring
Qié orbital angular velocity of ball center
W= wE cos (B - 9)+ﬁsin B - 9)] (B2)
The absolute angular velocity of the ball Qp is given by
§B -0+ 0 c (B3)

Assuming that no slip occurs at the nominal ball/race contact points the following
relation between w and c is obtained:

—RP+Rcos9

w = Q (B4)

R cos (B - 6) ¢

and Qc is found in terms of Qi as:

0.
0 —_3(1-R cos0 (B5)

c
2 Rp

- -

The angular velocities of the inner race w; and outer race Wy with respect to the
rotating coordinate system are
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(J-)_-" = Qi - Qc
- - Q3 R .
wo—o-ac————l-/cosee {:0)
2 Ryp
The anguiat spin velocmes § the pall th respect to the inneY nd outet race are
wsf( - W) X (BSa\
& R Rp
si"‘”l /cose co8 8" ’can({s—e)»rsme (BBb)
2 Ryp R
wsos(w— wO\-k (B92)
Q R Rp
wsof-—_——* 1—/(30'59 cos 8+ tan B 0) * in @ (\B‘Ab\
2 Rp R
Finally th T velocity 0 rolling of the pall with yesp t to the reierence
dinate gys tained as
vg rE (p102)
wR @ €S @®- 8) (me)
gurface velocitie { the pall @ d race pelalive to the moving coord‘mate gystem are
tamed as
Ugi ™~ &’)riﬂ ¥ “’sf]) @1
Ugo ™ Weo' “’soY)
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(B13)

(B14)
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APPENDIX C

CONTACT ANGLE

The loaded contact angle may be computed by the Newton-Raphson method using the
iterative equation (ref. 16, p. 159)

1.5
F cos 6
4NR2K' cos 0
’ cos 60 9 cos 90 0.5
cos 6 - + 1.5 tan“6 - cos 90
cos 6 cos 6

where K' is a function of the curvature of the bearing. A chart of K' as a function of
curvature is given in reference 17 (chart 57). This may be approximated by

(C1)

K' = 5.12202x10° pl- 18843 (C2)
where

B=fi+fo-1
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APPENDIX D

ROLLING RESISTANCE

At the entry region to an EHD contact there is a reverse flow of the lubricant be-
cause a portion of the film ahead of the rolling element is squeezed out forward relative
to the rolling (ref. 18). This forward flow produces a shear stress on the rolling ele-
ment and race. An analysis of the resulting rolling traction is presented in reference 14
and for a roller of unit width the rolling drag Fi:{ is obtained as

rp =2 [ (D1)

where the function F' is an integral evaluated between the limits from the entry to the
EHD contact region to the point of ambient pressure in the entry film.

'
a<I>i

[F']a'q)i - C' /2 ar +In(1-c) (D2)
° Ha ®i (1 - 2q)(1 + Y/ 2>2

where 7' is a dummy variable which is a function of & and the reduced pressure q

is also a function of ®&. & itself is a nondimensional coordinate denoting distance in

a'd.
front of the EHD contact region. Values of the integral [I] 1 are tabulated in refer-
0

ence 14 and for large values of <I>i the value of the integral approach is an asymptote of

approximately 0. 269. ,

The function [F'Ja q)i has been evaluated numerically and the value obtained for a
thick film, that is, w}olere the ar'nbient pressure is a large distance in front of the entry
to the Hertzian region, is [FT % 11,7,

Assuming that the analysig can be applied to the elemental rollers comprising the

ball/race contact, the rolling drag on the ball and race is then obtained

FR=/dFR=/Fh dy (D3)
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a'd. a'd.
If the film thickness is assumed to be large so that the values of [I] 1 and [F':] !

0 0
are approaching the limits as & gets large, then the aforementioned integrals approach

constant values and the rolling resistance may be written as

Fp = (D4)

o a
Lo 4
-a

2a
Since the values of h are computed to find the spinning torque, computation of FR is

simply effected by integrating these values of h numerically over the Hertzian contact
region.
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