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WQEC/C 75-165

RE'ORT BRIEF

INITIAL EVALUATION TESTS

OF
GULTON INDUSTRIES, INC.

9.0 AMPERE-HOUR NICKEL-CADMIUM SrACECRAFT CELLS
WITH AUXILIARY ELECTRODES

FOR THE
SMALL ASTRONOMY SATELLITE (SAS-C)

Ref: (a) NASA Purchase Order 5-53742AG
(b) Initial Evaluation Test Procedure for Nickel-Cadmium

Sealed Space Cells: NAD 3053-TP324, 10 April 1973

1. TEST ASSIGNMENT BRIEF

A. The purpose of this evaluation test program is to insure

that all cells put into .he life cycle program are of high quality by
the screening of cells found to have electrolyte leakage, internal

shorts, low capacity, or inability of any cell to recover its open-

circuit voltage above 1.150 volts during the internal short test.

B. The 12 cells were provided by the National Aeronautics and

Space Administration, Goddard Space Flight Center, to NAD Crane for
evaluation on life test. The cells were procured by the Applied
Physics Laboratory (APL), to APL Specification 7217-9014-A for the

Small Astronomy Satellite (SAS-C), from Gulton Industries, Inc.,

Metuchen, New Jersey. These cells are from the same lot of cells
that are being flown in the satellite which was launched in May 1975.

Ten cells had no auxiliary electrode and were idrntified by the
manufacturer's model number V0911S and part number 805051. The
remaining two, with auxiliary electrodes, had model number V09HSAD and
part number 805052. The auxiliary electrode cells and two cf the other
cells have pressure gauges. These cells are rated at 9.0 ampere-hours
and contain double ceramic seals. The auxiliary electrode is Gulton's
standard adhydrode (U-fold). The auxiliary resistor used throughOL't

the test was 47 ohms. Testing was funded in accordance with reference (a).

C. Test limits specify those values in which a cell is to be

terminated from a particular char g e or discharge. Requirements are

referred to as normally expected valces based on past performance of
aerospace nickel-cadmium cells with demonstrated life characteristics.

A requireme.-it does not constitute a limit for discontinuance from test.

i



WQEC/C 75-165

il. SUMMARY OF RESULTS

A. The cells exceeded the maximum voltage requirement of 1.480 jolts
during their charges at 20°C.

B. One cell exceeded the test limit of 1.560 volts for a continuous
time period of 2 hours during the 0°C overcharge test. The other cells
exceeded 1.560 volts during charge; but did not exceed the time period.

C. Average end-of-charge voltages and capacity output in ampere-
hours (ah) were as follows:

Charge Volts ah Out

c/20 for 48 hours at 25°C 1.4c9 12.3

c/10 for 24 hours at 25°C 1.443 12.3

c/10 for 24 hours at 20°C 1.469 12.0

c/10 for 24 hours at 20°C* 1.471 10.8

c/40 for 20 hours at 20% 1.373 3.0**

c/20 for 60 hours at 0°C 1.553 13.0

c/10 for 24 hours at 35°C 1.403 10.1

*Charge retention test.
**This value represents 66.7 percent of the input capacity (charge

efficiency test)

D. The average cell voltage at the end of one week open-circuit,

during the charge retention test, was 1.305 volts.

E. The 24-hour average cell voltage, following a 16-hour short

period, wi<s 1.221 volts.

F. One of the auxiliary electrode cells reached its pressure limit

of 20 psia with 12.8 ampere-hours input, and a voltage of 1.541 volts,
during the pressure versus capacity test. The other three cells reached
their voltage limit of 1.550 volts with an average input of 13.5 ampere-

hours. Three cells exhibited pressure decay of 1 psia dirina	 last

30 minutes of the 1-hour open-circuit stand. Average capacity out was

11.4 ampere-hours.

III. RECOMMENDATIONS

A.	 It was rec,, fended that these rPlls he placed on life test simulating
that which the spacecraft will require of the flight batteries.

W
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WQEC/C 75-165

B. On 4 April 1975, one 10-cell pack (Pack 18G) began life test
on a 1.48-hours orbit (1.00-hour charge) with a voltage limit control
(1.447 V/C) at 20°C and a depth of discharge of 25 percent.

i i i
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RESULTS OF
INITIAL EVALUATION TESTS

OF
GULTON INDUSTRIES, INC.

9.0 AMPERE-HOUR NICKEL-'ADMIUM SPACECRAFT CELLS
WITH AUXILIARY ELECTRODES

FOR THE
SMALL ASTRONOMY SATELLITE (SAS-C)

I. TEST CONDITIONS AND PROCEDURE

A. All evaluation tests were performed at room ambient (RA)
pressure and temperature (25° + 2°C), with discharges at the 2-hour
rate, and in accordance with reference (b), unless otherwise specified,
and consisted of the following:

1. Phenolphthalein leak tests (2).

2. Three capacity tests, third at 20°C; with internal resistance
measurements during second charge/discharge.

3. Auxiliary electrode characterization test.

4. Charge retention test, 20"C.

5. Internal short test.

6. Charge efficiency test, 20°C.

7. Overcharge tests, 0° and 35°C.

8. Pressure versus kapacity test.

9. Phenolphthalein leak test.

(See Appendix I for sunniary of test procedure.)

II. CELL IDENTIFICATION AND DESCRIPTION

A. Ten of the twelve cells were manufa-tured without auxiliary
electrodes. The cells were identified by the Applied Physics Laboratory
part numbers 7217-9040A and also by the manufacturer as follows:

Model	 Part Number	 Serial Number

V09HS	 805051	 2049-2082 (not inclusive)

V09HSAD*	 805052	 109, 112

*Cells with auxiliary electrodes and pressure gauges. Two cells
without auxiliary electrodes also had pressure gauges. The cells were
placed in a temporary pack configuration for initial testing.

PR F r`FnTNG PAGE BLANK N(yT F ILM D
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WQEC/C 75-165

B. The 9.0 ampere-hour cell is rectangular with average weight
and physical dimensions as follows:

Overall
Weight (g)*	 Height (in)	 Length in	 Width in

404.5	 3.696	 2.961	 .877

* Does not include those cells with pressure gauges.

C. The cell containers and covers are made of stainless steel.
The positive and negative terminals are insulated from the cell cover
by ceramic seals and protrude through the cover as solder-type
terminals.

D. The auxiliary electrode in Gulton's standard adhydrode (U-fold).

III. R[SULTS--The following was condensed from tables I through VII.

A. The cells exceeded the maximum voltage requicement of 1.480
voltages during their charges at 2.0°C.

B. One cell, S/N 2069, exceeded the test limit of 1.560 volts
for a continuous time period of 2 hours during the 0*C overcharge test.
The other cells exceeded 1.560 volts during charge; but did not exceed
the time period.

C. Average end-of-charge (EOC) voltages and capacity outp ,,Jt in
ampere-hours (ah) were as follows:

Charge Volts ah Out

c/20 for 48 hours at 25°C 1.429 12.3

c/10 for 24 hours at 25°C 1.443 12.3

c/10 for 24 hours at 200 C 1.469 12.0

c/10 for 24 hours at 20"C* 1.471 10.8

c/40 for 20 hours at 20°C 1.373 3.0**

c/20 for 60 hour; at 0°C	 1.553	 13.0

c/10 for 24 hours at 35°C 	 1.403	 10.1

* Charge retention test.
** This value represents 66.7 percent of the input capacity (charge

efficiency test).

2
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U. Average internel Resistance Measurements (milliohms):

Measurement taken
	

Resistance

30 min before end-of-charge (Cycle 1) 	 4.41

1 Hr after start-of-discharge (Cycle 2) 	 4.25

2 Hr after start-of-discharge (Cycle 2) 	 4.42

E. Maximum power was obtained with a 50-ohm resistance; but a
47-ohm resistance was used throughout the tests as instructed by the
Goddard Space Flight Centers' Technical Officer.

F. The average cell voltage at the end of one week open-circuit
during the charge retention test, was 1.305 volts.

G. The 24-hour average cell voltage, following a 16-hour short
period, was 1.221 volts.

H. One o: the auxiliary electrode calls reached its pressure limit
of 20 psia with 12.8 ampere-hours input, with a voltage of 1.541 volts,
during the pressure ve ► ;us capacity test. The other three cells reached
their voltage limit of 1.550 volts with an average input of 1 3.5 ampere-
hours. Three cells exhibiteJ pressure decay of 1 psia during the last
30 minutes of the 1-hour open-circuit stand. Average capacity out
was 11.4 ampere-hours.

a
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APPENDIX I
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WQEC/C 75.165

APPENDIX I

1. TEST PROCEDURE

A. Phenolphthalein Leak Tests:

1. This test is a determination of the condition of the
welds and ceramic seals on receipt of the cells and following the
last discharge of the cells (Cycle M8).

2. the cells were initially checked with a one-half of
one percent phenolphthalein solution applied with a cotton swat and
then placed in a vacuum chamber and exposed to a vacuum of 40 microns
of mercury or less for 24 hours. Upon removal they were rechecked
for leaks and then received a final check following test completion.
The requirement is nc r ed or pink discoloration which indicates a leak.

B. Capacity Tests:

1. The capacity test is a determination of the cells'
capacity at the C/2 discharge rate to 0.75 volt per cell, where C is
the manufacturer's rated capacity. This type discharge follows all
charges of this evaluation test.

2. The charges for the capacity tests are as follows:

a. C/20, 48 hours, roan ambient 	 Cycle 0, with a
test limit o` 1.52 volts or pressure of 100 psis.

b. C/10, 24 hours, RA, Cycle 1, with a test limit of
1.52 volts or 100 psia pressure and a requirement of maximum voltage
(1.48) or pressure k:5 psia).

c. C/10, 24 hours, 20"C, Cycle 2, with the same limits
and requirements as the charge of Cycle 1.

C. Special Resistance Characterization Tests for Auxiliary
Electrode Cell;:

1. The purpose of this test is to determine the resistance to
be placed across the cell's auxiliary electrode and negative terminal
which will provide maximum signal when the cell is fully charged.

2. The cells are charged at C/10 for 24 hours at the room
ambient temperature following their initial charge/discharge cycle.
Following this the cells are continued on charge with the current
reduced, if necessary, to maintain the cell's voltage below 1.F_0 volts

5
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and to stabilize the pressure between 10-20 Asia. Resistance values,
between 10,000 ohms and 0.1 ohm are then placed between the auxiliary
electrode and the neg,tive terminal. The cells are allowed a minimum
of 5 minutes, at each resistance value, to obtain an equilibrium
voltage across this resistance. This voltage value is then recorded
and by calculation using the equation P = E^/R the resistance that
produces maximum power is determined.

D.	 Internal Resistance:

1. Measurements are taken across the cell terminals 112 hour
before the end-of-charge (EOC) on Cycle 1 and 1 and 2 hours after the
start-of-discharge of Cycle 2. These measurements were made with a
Hewlett-Packard milliohmmeter (Model 4328A).

E. Special Charge Retention Test, 20°C:

1. This test i s to establish the capacity retention of each
cell following a 7 day open-circuit-stand in a charge mode.

2. The cells are charged at c/10 for 24 hours with a test
limit of 1.52 volts or 100 psia pressure. They then stand on op^^n-
circuit for 7 days, with the requirement that the open-circuit voltage
of each cell. following this period, is within +5 millivolts of the
average cell voltage. The cells are then discharged and HO percent
capacity out of that obtained in Cycle s is required.

F.	 Internal Short Test:

1. This test is a means of detecting slight shorting conditions
which may exist because of imperfections in the insulating materials,
or damage to element in handling or assembly.

2. Following completion of the third capacity discharge, the
cells are shunted with a 0.5-ohm, 3-watt resistor for 16 hours. At the
end of 16 hours the resistors are removed and the cells stand on open-
circuit-voltage (OCV) for 24 hours. A minimum voltage of 1.15 is
required at the end of 24 hours.

G. Charge Efficiency Test, 20°r:

1. This test is a measurement of the cells' charye efficiency
when charged at a low current rate.

2. The cells are charged at C/40 for 20 hours with a test
limit of 1.52 volts or 100 psia pressure. They are then discharged
and the requirement is that the minimum capacity out equals 55 percent
of capacity in during the preceding charge.

a
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H. Overcharge Test 01, 0°C:

1. The purpose of this test is to determine the degree to
which the cells will maintain a balanced voltage, and to determine

the cells' capability to be overcharged without overcharging the

negative electrode.

Dr 60 hour.. The test

for a continuous time

T'-e requirement is a
The cells are then dis-

obtained in Cycle 3 is

2. The cells are charged at C/20 f,

limits are cell voltages of 1 56 or greater
period of ? hours or pressures of 100 psis.
voltage of 1.570 or a pressure of 65 psia.

charged and 85 percent capacity out of that
required.

Overcharge Test N2, 35°C:

I. 'his test is a measurement of the cells' capacity at a
higher temperature when compared to its capacity at 20"C. This test
al — determines the cells' capability of reaching a point of pressure
a-:- ibrium; oxygen recombination at the negative plate at the same

.dte it is being generated at the positive plate.

2. The cells are charged C/10 for 24 hours with a test
limit of 1.52 volts or 100 psia pressure and a requirement of 1.45
volts or 65 psia pressure. The cells are then discharged with a

requirement that capacity out equals 55 percent capacity out as
obtained in Cycle 3.

J. P-essure versus Capacity lest:

1. The purpose of this test is to determine the capacity to
a pressure and the pressure decay during charge and open circuit
stand respectively.

2. ':--h cell is charged at C/2 to either a pressure of 20

psia or a voltage of 1.550. Recordings are taken on each cell when
it reaches 5, 10, 15 and 20 psia pressure. The cells then stand OCV 	 N45
for 1 hour with 30-minute recordings and then are discharged, shorted

out end leak tested.

X
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1 ô, {^o^

•'^

4

Q
O

Ln
NW

Y
QW
J J

D d
4 I.-

F-z
w

W
a'

V1
QWz

a
m



WQFC/C 75 165

^+su.^
H

y

U
1

1
f	 wt^^

^i •n y C' ^ ct ^,, ^. N N N

N
N f.

00

at	 N Q^
4

^^
NIU yUy//

J O W

115 <
r!	 d ^

^' 7^

C3 . 4 W o I G V I

O
chi

or ^^f N N V, r M ^ h ,. n N M
^ -- N N N H ^1 n^ N 'v 'v N 'Y

LA—

\W p d
L7

\ N \

tn

v^alx
G a

^'O w v

I`,^ y `-
.T

? Y T r ^ T r T

VI¢

O4J^
^ wv U V ( )

I

,^,^ ^ N ?^ ^ to N ^ ^, rr, x N N

u
^ r ^ ^l H hl ti H rl r^ ^

L] x^N V' r
1: ^ u o 7^ J•
O W ^
d[

r

^S r r 7^ ~T 7 ?T N N T
^1 J

I
p o U v p f

W T

J IJ
CO,_ a
u

Ts



WQEC/C 75-165

TABLE III
INTERNAL RESISTANCE AND SHORT TEST DATA

`n-NADC (3P 11/73)

NUMBER

INTERNAL	 RESISTANCE	 (MILLIOHMS)

END-OF-CHARGE	
ONE HOUR AFTER	 TWO HOURS AFTER
START-OF-DISCHARGE	 START-OF-DISCHARGE

INTERNAL SHORT TEST

HR SHORT
2 4 H01

OCV STAND

CELL CELL PRESS 

9 8 `f y pzti /.2l3
/1/8

'f
/2 y y.2 Al,S o

" 0 l ^/ ^ y. Z. . 0/ v i 11 Z S
2051 3 y j , niy ^. 2z 3

206/ v 3 •/ •c /s 1223

,Z043 5 . 0 y 3 yG -c13 12 1
.1 p49 y 3 /.z 22c
2G 7Z y ^ y / YG.- .oi.z /Z,Z

26 73 .

_

Al i y 1221
2G 78 113 y 3	 i All l^ piy / 22Z
2cFZ V, Z

_
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TABLE IV	 WQEC/C 15-165

CHARGE RETENTION TEST DATA

END-OF-CHARGE 24 HR.	 OCV 1	 WEEK OCV END-OF-DISCHAPGE

SERIAL

NUMBLk CELL

VOL TS )(yOITS
ELECT.ELECT.

)(PSIA)

PRESS CELL
{VOLTS

AUX.

ELECT.
{VOLTS

PRESS.
){PSIA)

CELL
VOLTS)ry

OLTS

ALE•
ELECT

PRESS '

CPS IA)

CAPAC-
ITY

(AH)

ALE.
ELECT.

VC'-

RE55.
{PSIA;

y /. .(cFL !05" /3vb •oG3 ,oi3 3 / 0 ,(" -.ic 3

lZ lY7S .GF^ 1 / Oro 1.3,11 s 10.7 _, 1y3

pyy 75 /.3YA 1.365- //.o

0 5 1 174 3 /3y S o" S i,o 5

057 1 1-17.0 /.3y 1.366 ^0 7

1^3 / y b /3YF

D	 % /	 17 305- 9

c7Z / y 4,Y p 3YI 1363

;Zo Jy  3oy ic•A

33 i-fy' S r 3r_3 57 5

^ I

I

I ^

I

i

11



wgtc/C ;`.

T ^^ rte•
UL

^I•`1 O ^^ to w ^A R1

1
N

w\

,t l J I	 N Ql I
L'	 ^'^	 \
WI	 '^	 ^.

Q I D ^ 4
^ rI ^I

^. I p
^^ k1

V
^

y
^

^'
M

J
r

^
^1"
^

V
?> I 	^:•Cl

=1

4.11

I

o N	 ^ I
..^ I M Vii-

^

I v^ of	 oo
in .	 M

N
h

In
m

7-
ti M

V
h

Is
ti

N
^+ `V I

i 4
Of 	

:n
MI	 ,^ I N

.9
Fj

0IKG^0=

2
` ^ I I

u
N M ry t'1 "'1 'V ^t ^l N H N `V

^ 1 v

U	 J o
Y.	 W
w I

d' ;^ n r. ^.^ n r ^n"^nn^ )
p

)
i

I
m tv^ M `l h'1 M t") to M 1^'1I M ^^ ^+^^I

W

NK \ G o t O p
Nn,^NrlN

0 " O

^I IS

q^

L
vW c

J q
m

Qj

4 T

u

W

12



13

„A	 15-165

G 1(
oj

AGE IS
AV

i

{y t \ ri

In
x

Q ^n m q a N
M

Q yl

Q
w

a
^t .^

N r
qL

m

Z 2 ^ Z 1\ ^
14
Q

1p

^ Q
1^NN

N
Q 4

L N N D
N
d N D N Q

V
V Q tq S v N N N N r N J .-+ N ^+ Nt̂

rn
p
!

N
}
N ^n

r p
?

^+ O

N
^+

.-
N
D a .+

C
^

N
d d 2

^pp
O O T O

>
o

o
O

O r V N N N

4D
N C N V-

3q v 4 U .t u u Q < o ca ` 0.N Z
Q

Z
C

Z Z O
w,N ^ t

105

^. u
^ Qm u
Q

N



4
•.J

A
3.

•r

NN
♦1
ti N

r A

-T-

en
CD
r

N♦!
N
^O
7

N

u

_W

Li

d
N4

N
GJi
7

N
GJ

d

a
aJ
♦)

IVS

N
W
O
C,

U
W
J
4J

CK
d

J

X

W

a
d
d

ro

.^ MJ ^`
M IN \ v ?` ^, IN N

w

w I
V)

^ S N ^	 t,1 0^ oM',o ^ ^' ^r1
IN

1,, V1
, 4- M G o v

o
V

uo ar c^; v N ^,

V)
N I
W

CL
I

N
J
U
f

`& I
^ fI

N1-J
CD
}

to
Ln
W
CC

a

to

J

y

N

w V ^i v vi, Q^ lh i^ Q^ CA ^J ^4 Qil ^J <X,
IN

gao ^` N V v O v '^, oc oo aC, ^n
I`

N
Ln
LLJa

V O v v p
Q` w w c>C, t\ 9 \Y

Cl- IN n( n1 N N

V m t M
Li

ac, M .5►
p ^1 ^ ^ ^ v l ^ ^j ^ V v d Q 'GQV .`S.j ^

J I ti

O
C]

f_^
O

r
C1

n
r-1 O

Cl C7"
C)

f',
O

C-1Ln O CI u9 N r rj	 I ', O

- O
(::

C7
C-

to N ^-

^-

^N 1

W . .
J a'
60 W

1- U

^Yx
U

W
U

d
H
V)

N
W

JZ
Uwa
V)


	GeneralDisclaimer.pdf
	0003A01.pdf
	0003A02.pdf
	0003A03.pdf
	0003A04.pdf
	0003A05.pdf
	0003A06.pdf
	0003A07.pdf
	0003A08.pdf
	0003A09.pdf
	0003A10.pdf
	0003A11.pdf
	0003A12.pdf
	0003A13.pdf
	0003B01.pdf
	0003B02.pdf
	0003B03.pdf
	0003B04.pdf
	0003B05.pdf
	0003B06.pdf
	0003B07.pdf

