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ABSTRACT

As part of its policy of supporting research and development programs

which reside on the frontier of power technology, the National Aeronautics

Lill	 and Space Adminis tration has sp onsored work inp	 p	 gaseous fueled reactors and

plasma research. The original thrust of the NASA sponsored research, aimed

toward development of a space propulsion engine, led to two gas-core reactor
z

concepts -- the light bulb and the coaxial flow nuclear reactor concepts.

Although budgetary and policy factors terminated the development of nucleara.^

powered propulsion engines, the concept of a UF 6 fueled gas core reactor was

s shown to be very attractive for several other applications. 	 Studies have
^I

shown that UF 6 fueled reactors can be quite versatile with respect to power,

pressure, operating temperature, and the modes of power extraction, 	 Pos-

sible cycles include Brayton cycles, Rankine cycles, M generators, and

thermionic diodes.	 Recent results of research on the pumping of lasers

by fission fragment interactions with a laser gas mixture indicate the pos-

sibility of power extraction in the fora, of coherent light. 	 Another poten-

tial application of the gas core reactor is its use for nuclear waste dis-

posal by nuclear transmutation.

Circulating-fuel breeder reactors with continuous fission-product

removal and simplified on-site reprocessing have a potential for generating

cheaper power and greatly reducing the safety and safeguards problems asso-

ciated with fuel transportation. In addition, uranium hexafluoride gas

fueled breeder reactors may "burn up" most, or possibly all, of their long-

lived radioactive waste products. Because of the highly favorable economics,

^	 greatly simplified on-site fuel processing, enhanced safety (no fuel, melt-

:Ex



U1

U1

h

^I

C ;1

^A(

55
5

Y•ai

down possible), and considerably reduced safeguards and xadwaste problems,
1

the uranium-hexafluoride breeder reactor may well be the solution to the 	 It

problems facing the nuclear industry.

The reactor concept analyzed was a 233UF 6 core surrounded by a molten

salt (Li 7F, BeF21 ThF 6 ) blanket. Nuclear surrey calculations were carried
F

out for both spherical and cylindrical geometries. The nuclear analysis

techniques were assessed by comparison with a previous check-point calcula-
!'

Lion. The core diameter was approximately one meter. The blanket thick- 	 !`

ness ranged from 60 to 130 cm. A breeding ratio of approximately 1.10' and	 I.

a critical mass about 379 kg were found. Further neutronic calculations

were made to assess the effect on the critical mass, breeding ratio, and

spectrum of substituting moderator, Be or C, for the molten salt in the

blanket.
d

The major problem of the materials selection was to find materials

compatible with the UF 6 in the core region and the molten, salt in the blanket

region,	 the materials selected for use in the reactor system were Monel

and modified Hastelloy-N.	 Modified Hastelloy-N is an alloy developed spe-

cifically for use with molten fluoride systems. 	 Its major constituent is

nickel.	 The ductility of modified Hastelloy-N enables its us:. to-ether as
i^

a liner between the core and blanket and also the containment structure for

the blanket.	 Another problem is the selection of turbine blade materials.

The high temperature of the UF 6 gas poses severe problems as far as corro-
ti.

Sion and strength are concerned.

Thermodynamic cycle calculations were performed for the Rankine cycle.

Calculations were also done for a cycle with no repeater to determine howl

the cycle efficiency is affected by the reheater. 	 Because material limita-

tions of the duct walls Limited UP 	 temperature to less than 1660°R (921.890K)51



is

# .., the average temperature at the outlet of the reactor was chosen to be 1560 °R

t ($66.33°K).	 The reactor outlet pressure was set at 1450 Asia (99.97 bars)

1 1I'• which is approximately the pressure required from the core physics calcula-

tions to obtain a critical reactor.

.i
The minimum temperature difference in the regenerative heat exchanger, r• i

AT6-7 , was specified as 50°R (28 0K).	 The boiler feed pump and turbine effi-
r

ciencies were taken to be 0.88 anal the condenser pressure was maintained at
it

4

21.76 psi.a (1.5 bars )b .	 The pressure loss across the reactor was assumed to
4

be 14.89 psi. (1.03: bars) and the pressure loss across each side of the re-

I'̂ generator and reheater was taken to be 7.445 psi	 )g	 p	 {.51 bar	 In these calcu-

}lations, the pressure loss through the pipes was neglected because the plant

design was not complete and therefore the length of the pipes between com-

ponents.was unknown.

Initially, cycle parameters were calculated without- reheating. 	 This

gave a plant efficiency of 39.03 percent. 	 Then reheat was added between
k

stages of the turbine using the heat generated in the blanket. 	 It was ap-

parent that an optimum pressure existed for removing the UF 6 from the high

IE
pressure turbine and, consequently, p 	 was varied.	 Overall plant efficiea-

2

{ry
b^

cies as a function of the high pressure turbine outlet pressure were cal-

i L culated.	 The maximum efficiency was 41.44% at a pressure of 435.12 Asia

(30 bars).	 The efficiency begins to increase for pressures greater than

720 psia (50 bars). 	 However, higher pressures cannot be used because calcu-

lations indicate that for these higher pressures the reheat temperatures ex-

Geed 1560 °R (866°K) which was not allowed because of material limitations.
i

li A conceptual mechanical design is presented along with a system layout'.

for a 1000 MW stationary power plant.	 Further work is required before a

final design can be completed.

1

xi

i



In summary, the advantages of the GGBR include:

(1) high efficiency,

	

Ii	 (2) simplified online reprocessing,

(3) inherent safety considerations,

j.;	 (4) high breeding ratio,

(5) possibility of burning all or most of the long-lived nuclear waste

actinides, and
s

(6) possibility of extrapolating the technology to higher temperatures

	

.!	 and MW direct conversion.
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1. INTRODUCTION

As part of its policy of supporting research and development programs

;^ f
which reside on the frontier of power technology, the National Aeronautics

^r.

and Space Administration has sponsored work in gaseous fueled reactors and

plasma research. The original thrust of the NASA sponsored research, aimed

toward development of a space propulsion engine, led to two gas-core reactor

concepts - the light bulb and the coaxial flow nuclear reactor concepts. 
1-10

r

Although budgetary and policy factors terminated the development of

nuclear powered propulsion engines, the concept of a UF' 6 fueled gas core

reactor was shown to be very attractive for several other applications.
i

NASA has continued supporting an ongoing fissioning plasma research
d

program consisting of cavity reactor criticality tests, fluid mechanics

tests, investigations of uranium optical emission spectra, radiant heat trans-

fer power plant studies, and related theoretical work. 10'13 These studies

have shown that UF 6 fueled reactors can be quite versatile with respect to

power, pressure, operating temperature, and the modes of power extraction.

Possible power conversion systems include Brayton cycles, Rankine cycles,

MHD generators, and thermionic diodes. 
12,13,14 

Recent results of research'

on the pumping of lasers by fission fragment interactions with a laser gas

mixture indicate the possibility of the power extraction in the form of co-

herent light.
	

Another potential a Ucation of theg	 p	 pp	 gas core reactor is

its use for nuclear waste disposal by nuclear transmutation (Gas Core Actinide

Transmutation Reactor, GCATR).
10112,15,17

I
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One of the major advantages of UF6 reactors for power generation is the

simplified fuel reprocessing scheme which the gaseous fuel makes possible.

Part of the UF6 from the reactor can be passed through a fractional distilla-

tion process to remove fission products with higher or lower boiling points

than the pure UF6 . Also, because of the large mass difference, fission pro-

ducts can be separated from the UF6 in a centrifuge. The long-lived radio-

active fission products are appropriately returned to the reactor where they

undergo intense neutron irradiation in the reactor core, or in a region in

the blanket near the core interface. In the latter case the irradiated fis-

sion product mixture gradually diffuses into the core to mix with the gaseous

fuel. During irradiation, a large fraction of the long-lived fission products

are transmuted into short -lived radioactive isotopes. In this manner,.the

long--lived radioactive isotopes are recycled until they are burned up. Thus,

the UF 6 reactor produces considerably less radioactive waste than other fis-

sion reactors for disposal, and possibly none of the long-lived isotopes.

The UF 6 breeder reactor is inherently safe because the conventional loss-

of-coolant accident cannot occur, radioactive fission products are continuously

removed from the fuel stream resulting in steady-state operation with a core

that contains only a minimum steady -state concentration of fission products,

and the temperature coefficient or reactivity is negative which prevents acciden-
G.,

tal power excursions. Another important safety aspect of the UF 6 breeder is the

use of U-233 instead of Pu-239 as the fissile isotope; U-233 is considerably

less toxic. Work at Georgia Tech has demonstrated the potential of UF 6 fueled

reactors for breeding and investigated several energy conversion schemes 
^4," 

The

nuclear analysis method used multigroup diffusion theory. A benchmark experi-

ment carried out at Idaho Falls was analyzed to show that the nuclear analytical

2

l^



technique was sufficiently accurate. The UF 6 fueled breeder reactor was con-

sidered spherical with U-233-F 6 as fuel and beryllium and thorium in the

blanket. A breeding ratio of 1.25--1.26 was calculated for core diameters

varying from 1 to 5m. Fuel doubling times were a few years or less. Conven-

tional Rankine cycle and Brayton cycle efficiencies ranged from 35% to 50%.

A further analysis of the gas care breeder reactor has been sponsored

at Georgia Tech under NASA Research Grant 1168 (April 6, 1975 to February 6,

1976). This final report describes the results to date.

3
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II. BACKGROUND

Critical Experiments

The first uranium hexafluoride gas fueled reactor built and operated

in the Soviet Union in the 1950 1 s, I is shown in Fig. II-1. The uranium hexa-

fluoride gas flowed through a 148 channel beryllium moderator which was

surrounded by a 50 cm thick graphite reflector. This reactor was critical

with 3.34 Kg (7.36 lb) of 90% enriched uranium hexafluoride gas and oper-

ated at a power level, of 1.5 Kwt. Two boron carbide control rods were in-

serted into the core to control the reactivity. Table II-1 described the

characteristics of the reactor.

Table II-1 Characteristics of the Soviet YF
6
 Gas Fueled

Reactor Operated in the 1950's 

ff.
i

3

^Y

^	 y
E	 ;^

^a
i

a

Core diameter, m (ft) 1.16 (3.81)
Core height, m (ft) 1.08 (3.51)
Core gas volume, l (ft3 ) 213 (7.52)
Weight of Be in core, Kg (lb) 1370 (3020)
Weight of Al in core, Kg (lb) 62.8 (138)
Graphite reflector thickness, em (in) 50 (20)
Pitch of square Lattice, cm (in) 8 (2.15)
Number of channels 148
Critical mass of OF, Kg (lb) 3.34 (7.36)
Critical mass of-U-935, Kg (lb) 2.024 (4.46)

This reactor demonstrated several positive aspects of uranium hexaflu-

oride fueled reactors. Since refueling is done continuously, the reactor

is always operating with a "clean core," and there is no need for fuel

fabrication. The absence of poisons in the core significantly improves the

neutron economy and breeding ratio, and reduces the fuel doubling time.

Besides, the reactor shows large negative temperature reactivity due to the

large expansion coefficient of gaseous UF 6 in the core.

6	 REPRODUCIBILITY OF 7LH13'
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J

7

LA.



8

,t	 r

a

i

In recent years, interest in uranium hexafluoride reactors has turned

toward the cavity reactor concept in which the uranium hexafluoride gas is

contained within a large cavity surrounded by a neutron moderator. The

reason for pursuing the cavity reactor approach is the higher temperatures

which may be possible with such reactor system. However, the earlier ap-

proach of using channels in a solid moderator such as graphite should not

be ruled out, since in the near future the UF 6 reactor with somewhat lower

temperature may be possible.

On May 17, 1967, a cylindrical uranium hexafluoride gaseous core cavity

reactor was made critical at Idaho Falls, Idaho. 2 The gaseous uranium

j
hexafluoride was contained inside a cylindrical aluminum tank with a diam-

eter of 1.22 meters (4 feet) and a length of 1.09 meters (3.58 feet) as

illustrated in Fig. 1I-2. The surrounding moderator-reflector tank was a

cylinder with an inside diameter of 1.83 meters (6 feet) and a length of

1.22 meters (4 feet). The outside diameter was 3.66 meters (12 feet) and

its length was 3.05 meters (10 feet). The annular reflector region was

filled with heavy water to a nominal thickness of 0.89 meter (3 feet) and

contained a 10.2 centimeter (4 inch) thick beryllium slab placed 6.7 cm

(2.64 inches) from the cavity wall.. The UF6 fuel was 93% enriched in the

U-235 isotope, and the experiment had a critical mass of 21.3 Kg (47 lb) of

U-235.

This UF6 cavity reactor critical facility used a split table arrangement

with one of the tanks consisting of an end reflector which could be pulled

b k f	 th	 i	 iac or easy access to a cav ty reg on. The cavity was contained wi thin

f	 .
the larger fixed tank and was 1.22 meters (4 feet) long and 1.83 meters (6

feet) in diameter. The surrounding tanks contained heavy water which served

as the reflector-moderator. The reflector region was nominally 88,9 cm (35 in)

Ix4

N
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thick. The reactor was controlled with stainless steel clad box

rods which were.inserted into the end of the fixed tank.

rued Tank.

^iovabN Tanx
^rr..,	

[rt^w^.-.f[Sy	 {Srpaiated VDAkttan!

..."'".	
Dt0 pextun

r	 ^^

•t

_f

r
t	 t

outlet Duct

Ai r Ciieutaear	 1

^	 Iniri

i	

I	 t	 1	 ^

tea'	: r
Spring Scale

.r

i.

Air rdt.r
f	 (	 Exhaae	 ur6 Cylinder

Ha
na

r.
r

Fig. II-2 First U.S. UF 6 Reactor Critical Experiments

During the latter half of 1969 a spherical cavity reactor experiment

was constructed and operated with enriched uranium hexafluoride gas at the

National. Reactor Test Site in Idaho. 3 The uranium hexafluoride gas was

contained within a tank of aluminum surrounded by a heavy water moderator

blanket. The tank was spherical., consisting of two spun hemispheres welded

together, with dimensions of 1.27 ureters (4.18 feet) outside diameter and

0.635 centimeter (0.25 inch) wall. thickness. The 90.72 Kg (200 lb) tank

was designed for a maximum internal pressure of 4.46 bars (64.7 psi) and a

maximum temperature of 400°K (260°F). In order to keep the uranium hexa-

fluoride gas from condensing, heated air flowed around the core between

the outside of the spherical core tank (No. 1 in the figure) and the air

9	 REPRODUCIBILI I f Or THE	 r
ORIGINAL PAGE IS POOR
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Prior to start-up, a 19-group transport calculation had been performed to

10

flow guide baffles (No. 2). The reactor was designed to simulate a two

region gaseous core reactor in which the central fissioning core is sur-

rounded by a working fluid gas, so the core tank was surrounded by a void

of 27.14 cm (10.69 in) thickness. The outer tank was also constructed of

aluminum and had an outside diameter of 183.1 cm (72 in), a weight of 170

Kg (375 lb) and a wall thickness of 0.635 cm (0.25 in). This outer tank

is shown as item 3 in Fig. 11-3. ix:e outer spherical tank was immersed in

a much larger tank of D 20 (heavy water) to provide a minimum D 20 thickness

of 91.4 cm (3 feet). Control rod guide tubes (No. 11) extended from the

side of the tank to permit the insertion of control rods by means of con-

trol r^-d actuators (No. 9). The reactor was started up by turning on the

electric heaters (No. 28) causing uranium hexafluoride vapor to flow through

the fuel line (No. 14) into the inner tank, so the reactor went critical

when enough vaporized uranium hexafluoride fuel had entered the cavity.

 1	 The	 1 1 ted	 ' t' 1	 s 8 4 1' 10 reermine	 a crx xaa mass.	 ca cu a	 c4 xca mass WC,cz gasps
1

(18.52 lb) of uranium; the actual critical mass turned out to be 8.434 kilo-

i

grains (18.59 lb).

Three configurations were studied in this series of experiments. The 	 } =^

difference was in the region between the core tank and the cavity tank. In 	 }

the first experiment this void was filled with air, in the second it con-	 a

tained hydrogen in the form of polystyrene with polyethylene sheets dispersed

uniformly between the slabs of polystyrene. The third experiment contained 	 4,^

a stainless steel liner 0.076 cm (0.03 in) thick on the inside of the outer

tank forming the cavity. The critical mass increased from 8.43 kilograms
ilk'
n.

(18.59 lb) with only aluminum baffles in the void region to 29.38 Kg (64,8 lb) 	 3..

with both hydrogen and the stainless steel liner added to the void region.

A L	 #_U 	 ' L.



Figure II--3 Overall.Diagram of the Spherical Cavity Reactor Con.figuration3
(See Table II-2for Component Code)
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Soviet2providesTable I1-a comparison of the	 and U.S. uranium hexa-

fluoride reactor experiments.

Table II-2 Comparison of UF 6 Critical Experiments 4^

Location USSR Idaho Falls Idaho Fall s
R1

]}

n

Year Operated 1964-57 1967 1969 '	 <<

-: Enri chraent 90% 93' 93%

Moderator

i!

#in core Beryllium none none

Reflector Graphite D20 D20^

Core Geometry Cylinder Cylinder Sphere
E^ 1

Core Diameter 1.16 m 1.22 m 1.26 m -,
(3.81	 ft) (4 ft) (4.13 ft)

5

.	 i

Core Height 1.08 m 1.09 m 1.26 m
` (3.51	 ft) (3.58 ft) (4.13 ft)

Volume of OF
6

213	 1 1274 1 1047 1
in core (7.52 ft3 ) (45 ft 3 } (37 ft3)

Reflector 53 cm 91	 cm 91	 cm i
thickness (20 in) (36	 in) (36 in)

Critical Muss 2.024 Kg 21.3 Kg 8.P,	 Kg
of U-235 (4.46 lb) (47	 lb) (18.5	 lb)

Thermodynamic Cycle Analysis

^.^

The thermodynamic cycle analysis in the previous report (Progress Re-

port No. 1)4 showed that high efficiencies can be achieved using OF	 as the

6
working fluid for RanlUne or Brayton cycles without requiring excessive tem-

.E

peratures.	 In both cycles gaseous phase UF 6 was employed in the reactor

core, and a regenerative heat exchanger was recommended between the turbine

and condenser to improve the cycle efficien4ies.
4

^^ 12
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The plant schematic and T-S diagram for the regenerative Rankine cycle

are shown. in Fig. 11-4.. The cycle calculations were performed for reactor

outlet temperatures ranging from.900°K to 1500°K (1160°F to 2240°F) and for

reactor outlet pressures ranging from 10 to 160 bars (145.04 to 2320.64 psia).

The turbine outlet 'pressure .was taken to be 14.6 bars (211.76 psia), which

corresponds. to the condensation temperature at 338 °K (148°F). The boiler

feed pump and turbine effeciencies.were taken to be 0.88, the condenser pres-

sure 1.5 bars (21.76 psi), and the minimum temperature difference in the

regenerative heat exchanger AT3-5 , was taken to be 28°K (50°F). As expected

the higher pressure :Tid temperatures give the best overall effi.ciences. For

a turbine inlet temperature of 1500°K (2700°R) and pressure of 160.bars.	 j

(2320.6 psia), the overall efficiency is 58%. Table 1I-3summarizes the

results of Rankine cycle calculations.

Table 11--3 Rankine Cycle Parameters for P 21.76 psi and T	 _ 606.90R

....i
T °Rl

B( %) 11 (Btu/lb ) S1 T °R T	 i ii `

6
T °R

T	 m net 2 3

P = 145.04 psi
1620 29.58 16.54 16.42 1458 1088 658

.^ 1980 33.45 19.88` 19.76 1788 1525 658 3

2340 37.57 23.64	 .. 23.53. 2110 174:	 .: 656'
2700 4 1. 76 28416 28:04. 2437 2072

.
659

.t
P1 = 580.16 ps i ,9

1620 38.02 24.68 .24,4'J 1362 1027 66C
1 1980 43.66 31.05 30.54 1.668 132' 66U

2340 47.55 36.23 35.69 1985 1634 660

{	 ri
2700 51.98 43.16 42. 64 2291 1937 660,

#

P1 = 1450.04 psi
1620 41.87 29.84 28.52 1291 998 667
1980 48.03 38,07 36.75 1591 1283 667
2340 52.03 44.49' 43.18 1898 1577 667.

i 2700 55.74 57.18 4.87 2199 1809 667

III} P
1
= 2320.64 psi

14 20 43.40 ... 32.64 30.52. x:246 :. 963 . 671.
1980 50.07 42.03 39.92 1546 1281 671
2340 54.23 49.27 47.10 1824 1549 671
2700 58,25 57. 64 55.53 2147 1829 . 671.

:.
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ENTROPY .S
'	 Fig, 1I-4 Schematic of Rankine Cycle Power Plant with Regenerative and

If	
its Temperature-Entropy Diagram
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A plant schematic and temperature entropy diagram for the regenerative

gas turbine cycle using 
UF6 

as the working fluid is illustrated by Fig. 11-5.

Calculations were done for reactor outlet temperatures ranging from 1100°K

to 1500°K. Since there is an optimum compressor pressure ratio for the

maximum efficiency of the Brayton cycle, the turbine inlet pressure was,

varied from 10 bars to 160 bars (145.04 psis to 2320.6 Asia) for fixed com-

pressor inlet pressure of 1 bar (14.50 psia) and 4.5 bar (65.63 psia). Al-

so a pressure loss of 0.25 bar (3.63 psia) was assumed for each pass of heat

exchangers and reactors, because the Brayton cycle efficiency is significant-

ly depended on the pressure losses in the system. The minimum temperature

difference between the two fluid streams in the regenerator was set at 2$°K

(50 0R). Turbine and compressor efficiencies were 0.$$. Figures 11-6 and 11-7

show that Brayton cycle efficiencies as a function of the ratio of turbine

inlet pressure to compressor inlet pressure. As shown in the figure, the

maximum efficiency occurred around the pressure ratio of 20. For the same

inlet temperature the efficiencies for plants with the lower compressor in-

let pressure of 1 bar (14.50 psia) are higher than the plant with a compres-

sor inlet pressure of 4.5 bar. This is due to compressor inlet temperatures

being lower for the lower compressor inlet pressure.

Comparison of Rankine and Brayton cycles shows that for the same reactor

exit temperature, Rankine cycle can achieve higher thermodynamic efficiency.

This due to the fact that Rankine cycle reject most of the heat at a low

temperature than the Brayton cycle. However, this does not mean that Brayton

cycles are undesirable because their higher temperature for heat rejection

may make them more suitable for space applications.

UF6 Breeder Reactor Studies

if the UF6--fueled reactor is to serve as a large-scale energy resource,
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Figure 11-5 Regenerative Brayton Cycle Schematic and T-S Diagram
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it
either on the ground or in synchronous orbit, it must breed its own fission-

I^	 able fuel. A OF fueled fast breeder reactor study was carried out in the
:..

Soviet Union and reported in 1970. 5 The UF'6 flowed through a large number

of small tubes joined by manifolds above and below the reactor core, as

shown in Fig. 11-8. Sodium coolant flowing between the tubes removes heat

from the core. The reactor is brought to criticality at a pressure of 400

atmospheres. Tnconel-K could be used as the tube material since it is cor-

rosion resistant to UF6 and sodium at temperature of around 800°K (1000°F).

The problem of the radioactive decomposition of the UF' 6 
can be eliminated by	 r

I ^
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the addition of a strong fluorinating agent such as BF 3*
	 Table 11-4 provides

a comparison between this UP  gas fueled fast breeder and the Fermi reactors.

Table 11--4 Comparison of UP  
Fast Breeder with the Fermi Fast Reactor$

Fermi Reactor	 UF6 Breeder

Thermal Power	 300 MWt	 300 1411t.

U-235 Critical 	 485 Kg	 250 Kg
Mass	 (1069 lbs)	 (551	 lbO

Core Diameter	 0.77 m	 1.01 m
(2.53 ft)	 (3.31	 ft)

Core l!o i g:,t	 0.77 m	 1.01	 m
(2.53 ft)	 (3.31	 ft)

Sodium Inlet,	 561 O K	 561	 °K
Temperature	 (550 °F)	 (550 °F)

Sod'ita;,' Cutlet	700° V'	 700	°V
(800 °F;	 (800 °F)

Velocity of Na	 9.9 n/sec	 7.4 m/sec
in Core	(32.5 ft/sec)	(24.3 ft/sec)

In the U.S.L. until recently the nuclear analytical and system studies

had dealt only with non-breeder UP  reactors.	 Research was undertaken at

Georgia Tech to determine the potential for breeding of UF 6 fueled reactors.

The 26 energy group, Mach computer code with thermal group cross section,

prepared by TEIFMOS, was used to calculate critical masses and breeding ra-

tios of spherical, UF 6 gas-core reactors with 70 centimeters (27.6 inches)

of blankets.	 The blankets were composed of thorium and beryllium. 	 The atom-

percent of thorium in the blanket was varied from 0.5 to 2.5 and the core di-

ameter varied from 1 to 5 meters.	 The average core temperature was taken to

be 1000°K.	 'Elie results of survey calculations showing the dependence of

breeding ratio, critical mass, and core pressure upon the atom % of thorium

i in the blanket and core diameter are listed in Table 11-5.

H I	 20



Table 11 .5 Breeding Ratio at 1000°K

9

Atom % Thorium in Blanket

I

r
r

Core__
Dia 0.5 1.0 1.5 2.0 2.5

1M 1.1229 1.2161 1.2581 1.2913 1.3093

s.-

'<....'

2M 1.1569 1.2157 1.2574 1.2840 1.3020
3M 1.1662 1.2160 1.2549 1.2821 1.2992
4M 1.1755 1.2166 1.2536 1.2795 1.2977
5M 1.1525 1.2073 1.2502 1.2775 1.2962

Kg. Uranium 233 Required at 1000 °K

Atom % Thorium in Blanket

Care
Di a 0.5 1.0 1.5 2.0 2.5

IM 30.432 119.58 185.15 223.58 252.32
2v-,j 65.612 368.68 613.8 781.31 89%'..74

3m 122.60 751.96 1304.0 1674.2 1934.8
«m 192.20 1268.9 2234.4 2903.3 2375.4
5m 428.95 2332.9 3745.8 4705.9 5382.2

,

Core Pressure at 1000 °K (bar) I

i
1
i	 .

Atom % Thorium in Blanket

c:.^re

_ Dia 0.5 1.0 1.5	 2.0 2.5 ii

lm 20.41 79.15 120.0	 150.6 170.1
2m 5.90 30.77 51.19	 67.9
In 4.46 1.9.24 32.55	 41.28 47.78
4 • a 3.51 14.90 24.19	 30.15 35.70

. 5m 3.82 13.96 19.99	 26.04 29.01

21 REPRODUCIBILITY OF THE
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These results are encouraging since they indicate that a UF 6 breeder

reactor with a 1 meter (3.28 ft) diameter and a 120 Kg (265 lbs.) critical

mass could operate at a core pressure of about 80 bar (1160 psi) with a

breeding ratio of 1.22, with only 1% thorium in the beryllium blanket. Also

a reactor with a 2 meter (6.56 .feet) diameter and 614 Kg (1354 lbs.) criti-

cal mass could operate at 50 bar (725 psia) with a breeding ratio of 1.26.

An analysis of the effect of structural materials on the performance

of the gaseous core breeder estimated only a few percent loss in breeding

ratio and less than one percent increase in critical mass and pressure.6

Recent studies on structural materials of the UF 6 breeder reactors

pursued at Georgia Tech indicate that careful selection of coolant in the

blanket is vitally important in the design of breeder reactor.

Nuclear Analysis

Analytical investigations of the nuclear characteristics of gaseousY	 g	 g

core reactors were begun in the mid 1950's as interest began to develop in

the possibility of using reactors of this type for rocket propulsion. 	 These

calculations	 one dimensional in nature and did	 take into accountwere	 not

complicating factors such as temperature distributions within the cavity and

the effect of up-scattering of neutrons. 	 Figure Tar- 9 illustrates the critical

1	 mass as a function of reactor diameter and cavity void fraction for a cavity

with length equal to its diameter, as calculated at the Jet Propulsion Labo-

ratory using one-dimensional diffusion theory and the Fermi age approximation.?

This figure illustrates some of the basic neutronics characteristics of cavity
b^

reactors.	 For example, there is a minimum cavity size at which the moderator

can support a self-sustaining reaction in a thermal, reactor.

At the Douglas Aircraft Corporation calculations were performed for a

cavity reactor containing a central. region of uranium surrounded by an annular
i

F .	 22
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hydrogen zone contained within the reflector-moderator with a nozzle at the

end of the chamber. One and two dimensional transport calculations were

performed using 14 energy groups. 8 The difference in reactivity determina-

tions between diffusion and S 8 transport theory was only 0.0005. These

techniques were used to survey a variety of fuel materials, reflector mate-

rials, core geometries, and reflector thicknesses. Figure 11-10 shows the

critical mass in kilograms of U-235 versus core size for graphite and beryl-

lium oxide reflectors with data given for various reflector thicknesses.

For the graphite moderated reactor the minimum critical mass occurred for a

cavity diameter of about 1.6 m. (5.25 ft.) and for beryllium oxide the mini-

mum critical mass occurred for a 0.8 m. (2.62 ft) diameter. Beryllium

oxide is a superior moderator because it slows down the neutrons closer to

the core so that they have a greater probability of returning to the core

to cause further fission, rather than leaking out of the system. Beryllium

moderators typically have more neutron absorption than graphite, whereas

graphite has a greater loss through leakage.

The nozzel of the reactor can have a significant effect on critical

mass, causing it to increase as much as 50%. Both Figs. 11-9 and II-10 fail

to account for the presence of a nozzle.

One important neutronics aspect of cavity reactors is that the fuel

temperature does not reflect very greatly on the neutron temperature. The

neutron temperature is dominated by the temperature of the reflector. The

fuel Doppler effect does have a minor influence, but the only important

effect of the fuel temperature on the system results from the high pressure

necessary to contain a critical mass of extremely hot fissioning plasma.

Researchers at the United Aircraft Corporation calculated the critical

mass requirements for a vortex stabilized gaseous core reactor using one and

two dimensional diffusion theory. 9 The length and diameter of the cyl.i.ndri-

'	 24	 a
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cal cavity was taken to be equal to 1.83 m. (6 ft.), the cavity liner was

G}	 composed of the tungsten-184 isotope (which has a Lower cross section than

t( ^^	 natural tungsten), and the surrounding moderator region consisted of suc-

cessive layers of beryllium, beryllium oxide, graphite, and heavy water.

The calculations made allowances for an annular duct leading from the cavity

to the exhaust nozzle, a fuel-injection port, voids in the moderator, the

radial distribution of hydrogen temperature in the propellant region, and

the radial fuel density distribution. 	 In addition the moderator was con-

sidered to be surrounded by layers of natural tungsten and iron to simulate

the external piping in the pressure vessel.
F	 j

if The critical mass of U-233 fuel in the cavity was calculated to be

22.7 kg.	 (50.1 lbs.).	 One dimensional calculations indicated that this

critical mass could be reduced about 40% by using a cavity liner of beryl-

I ..
lium tubes covered with niobium carbide coated graphite sleeves, instead of

the tungsten-184.	 This result again indicates the importance of neutron

absorbing materials at the moderator -core interface.

Researchers at the Kurchatov Institute for Atomic Energy in Moscow

investigated acoustical instabilities in boty cylindrical and spherical

gaseous fueled reactors. 14-16 The problem was formulated in the age dif-

fusion approximation by applying the appropriate boundary conditions to

develop an analytical solution which describes the development and amplifi-

cation of fuel density oscillations as a function of reactor parameters.

Acoustical oscillations and also total fuel mass oscillations, in which

the fuel density varied simultaneously throughout the core volume, were

considered for a variety of reactor parameters and system geometries. The
^R

I!,
	 acoustical oscillations were symmetric about the reactor center in the

spherical reactor and were asymmetric in the cylindrical reactor, that is

the oscillations propagated from the center to the wall and back again. It
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was shown that the dynamic effects which occur in a gaseous core reactorY	 g

during fuel density oscillations can be completely described by two terms:

the dynamic reactivity and the variable component of the neutron flux. 	 The

fY

dynamic reactivity is the net reactivity introduced by an oscillation over

}`a complete cycle and the variable component of the neutron flux is the

amplitude of the oscillation. 	 The dynamic reactivity was shown to always'.

A
be negative for beryllium and graphite moderated gaseous .core reactors, but

it could be positive . for heavy water.moderated reactors. 	 Thus fuel.density

oscillations in beryllium and graphite moderated cavity reactors would tend ,.

to cause the reactor to shut down. 	 Another result was that acoustical ` :oscil-
i

lations introduce a negative reactivity effect, except in the case of very

slow oscillations along the channei axis. of . a cylindrical reactor, in. which .

case the reactivity arises as a first order effect with respect to the

oscillation amplitude.

L Previous Studies in Georgia Tech (Nuclear analysis)

Exploratory calculations were performed at Georgia Tech for several.

very high temperature gas core breeder reactor con.figurations. 6	The com-

:. potation methodthod involved the use of the MACH-1 one-dimensional: diffusion ^

-
z^

theory code	 and the THERMOS integral . transport theory code	 for thermal

cross sections.	 Results of the parametric survey showed that breeding

ratios in the range of 1.06 - 1.12 could be obta: ne:d vitli . crit: cal. masses . of 3

300 to 850 kg. of H-233 for various material compositions in a 5 meter

diameter cavity with a 0.5. meter thick blanket.. The effects of changes in

fissile material in the blanket were examined. 	 The addition of structural'

material in the blanket decreased the breeding ratio by approximately 2% for

f
0.2 atom percent natural molybdenum or 4% for fully enriched molybdenum.

f
a	 t.	 t

The effect of changes in cavity temperature ware also examined, 	 MACHO was
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used as the primary computational tool in these studies, and THERMOS was

used to supply thermal neutron parameters to MACH--1. MACH--1 is a one-

dimensional diffusion theory code with one thermal group (no upscatter) and

Thermos is a one-dimensional integral transport theory code in the thermal

range with complete upscattering. All the reactor configurations were

sphnrical and hence amenable to one--dimensional analysis. For the MACH--1 	 4

code the 26 group ABBN cross section set of Bondarenko, et al. was used.

The thermal group of the ABBN set is for 2200 m /sec. (0 .0253 eV) neutrons

and hence is not realistic for the high temperatures which can be produced

in a gaseous core reactor. The THERMOS code was thus used to determine

thermal cross sections to be inserted into the MACH-1 computation along with

the ABBN set. For a given configuration the computational method was as

follows.

1. Run MACH-1 with 25 group ABBN to estimate critical concentrations

preliminary results.

2. Run THERMOS with 50 groups (up to 2.15 eV) using above concentrations

and calculate spatial and spectral averaged cross sections.

3. Run MACH-1 with 22 fast groups from ABBN (2.15 eV) and thermal

cross sections from THERMOS run.

Thus the final results of a computation may be thought of as a 23 group cal-

culation with one thermal group using a thermal, cutoff of 2.15 eV. Steps

2 and 3 were repeated if the final, concentrations varied markedly from the

estimates; steps 1 and 2 were omitted for very similar configurations. The

high thermal cutoff value is required because of the possibility of a large

increase in neutron energy due to upscatter in the hot gaseous core. 	
f
;f

rExplicit in all calculations were the assumptions associated with the

two computer codes. Diffusion theory does not seem to be very restrictive
i	 1	 ^

based on previous comparisons to transport theory for gaseous fueled cavity

28
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reactors. For example, Hall  Found a difference of only 0.0005 in k eff	 r

rc}	 between diffusion and S 8 transport theory. THERMOS contains the assumption)

of isotropic scattering but this is felt to be reasonable at the energies	 r.,

involved (< 2.15 eV). More restrictive assumptions for the THERMOS runs

were the slow1ug- -down source and the U--233 resonances below 2.15 eV. The

slowing--down source was assumed to be spatially independent; MACH estimates ;';	 A
I,

showed that the epithermal flux is rather flat in the cavity but decreases:

{ rapidly in the blanket region. 	 This would amply then that the flat source

assumption is rather good for the cavity and not good in the blanket. 	 Since,

the temperature is not as high in the blanket and resonance capture is

important in thorium, the results are not as sensitive to thermal cross
^i

sections for blanket materials as in the cavity. 	 No Doppler broadening
t?

capabilities exist with THERMOS so these resonances were included at room #.
I

temperature only.	 The assumption of no Doppler broadening should not be

'^	 a
too severe since the resonances are very broad even at room temperature.

9

Since only eight of the fifty THERMOS groups are used to span these reson-

ances, the results were probably less sensitive to Doppler broadening than

to the low number of groups in that interval.

A general assessment of the computational method and its assumptions

was provided by analyzing a configuration previously analyzed by Whitmarshll

1

q

with a 3.05 m (10 foot) cavity diameter and 0.61 m (2 foot) thick reflector.

An essentially equivalent configuration was obtained by reducing the number

of regions and by homogenizing similar regions, then the computational method

outlined previously was used to analyze this configuration. 	 The THERMOS

;l
computational was performed for the cavity regions only. 	 Final results

gave a value of k of 0.986 as compared with 1 . 000 for Whitmarsh, a difference

of only 1 . 4%.	 In light of the homogenization used to obtain a nearly equi-

valent configuration, the agreement indicates that the computational techniques '•.0

I
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are valid for survey calculations. The largest source of discrepancy was

attributed to the sensitivity to U--235 thermal cross sections. The agree-

ment does show that his computational method should be sufficient to identify

trends and perform parametric studies for various gaseous core nuclear

reactors. All the configurations examined were spherical in geometry. The

cavity region contained hydrogen as moderator/coolant and U-233 as fuel..

The blanket consisted of graphite and thorium. The relative concentrations

of the materials as well as the size of the regions were varied parametrically

to examine a matrix of cases in an attempt to obtain the most feasible

gaseous core thermal breeder concept. Some of the results are illustrated

in Table 11-6. Heat transfer and system analysis studies had estimated the

bulls average cavity temperature in the reactor core to be in the range of

3000°K to 4000°K; thermal cross sections and pressures were calculated for

the case of 4000°K. For the doubling time calculations a power level of

1000 MWt(th) was assumed. A higher power level shortens the doubling time

proportionally.

a
u

a,u
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Table 1I-6 parametric Study of Relative Material Concentrations

l	
in a Gaseous Core Breeder Reactor?

Cavity	 Blanket	 U--233 Mass	 Breeding H Press Doubling (c)
H/U Ratio C/Th Ratio	 (Kg)	 Ratio	 (atm)	 V me (yr)

(a)	 (b)
140/1 2/1 452 1.1026 710 514 9.6

4/1 390 1.0962 612 443 8.9

10/1 301 1.0636 472 342 10.3

100/1 2/1 576 1.1056 646 468 11.9

4/1 494 1.0997 553 401 10.8

10/1 375 1.0662 420 304 12.4

.6011 2/1 847 1.1029 569 413 17.8

4/1 721 1.0966 485 351 16.2

10/1 537 1.0635 361 261 18.4

(Cavity radius 250 cm, Blanket thickness 50 cm)
(a) Hydrogen partial pressure at 4000 °K, H2 mole fraction 0.92.

E; (b) Hydrogen partial pressure at 3000 °K, H2 male fraction 0.99.
II (c) For 1000 Mw (t), proportionally lower per higher average power.

m*

I^
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CHAPTER III

H MATERIALS CONSIDERATIONS FOR THE GAS CORE BREEDER REACTOR

The design of the gas core breeder reactor required selection of

materials for the reactor fuel, reactor blanket, core liner, reactor pres-

sure vessel, system piping, and turbine blades. This chapter discusses the

selection of these materials and summarizes some of the properties needed

for the system design.

3.1 Reactor Fuel

The reactor design criteria specified a gaseous fuel. Since uranium

hexafluoride is the only chemical compound of uranium that exists in a gase-

ous state at reasonable temperatures, UP  is the selected reactor fuel.

Appendices A and B list thermodynamic and thermo-physical property data for

UP 6'

3.2 Reactor Blanket

Several concepts were considered for the reactor blanket as discussed

in Chapter VIZ. The final selection was to use a molten salt for the reactor

blanket which is similar to the fuel used in the Molten Salt Breeder Reactor

(MSBR) .

The fuel salt used in the MSBR is LiF-BeF 2-ThF4 -up 4 
(71.7-16-12-0.3

mole %). In order to xeduce parasitic neutron capture in the lithium, the

lithium is enriched to 99.995% in Li z . For use as a blanket for a gas core

breeder reactor, the MSBR fuel has the UP  replaced with ThF4 and the blanket

composition becomes LiF-BeF 2-ThF4 (71.7-16-12.3 mole %). This salt melts at

34



about 930°F, has a low vapor pressure at the operating temperature, and is

in the	 °F).stable	 proposed range of application (1000-1600The blanket salt,

with a vsicosity twice that of kerosene, a volumetric heat capacity close to

that of water, and a thermal conductivity about twice that of water has ade-

quate heat transfer characteristics and acceptable pressure losses due to

flow.	 Some of the properties of the molten salt are given in Appendix C.
ti

L' The LiF-BeF 2 -ThF4 salt has been found to be compatible with the materi-

als in the system, modified Hastelloy-N, UF 6 , etc.	 In reaching the final

selection for an adequate blanket salt for the gas core breeder reactor, a

blanket salt consisting of elements having the following qualities had to
fv_ 1

be picked:
^t

a)	 low nautron capture cross section

b)	 thei.-mall.y stable mixture

c)	 low operating pressure

_i

d)	 non-aggressive toward other materials

!EI

e)	 able to survive fissioning of U and Pu

f)	 Tolerant of fission product accumulation without serious deteriora-

tion of its essential properties

i

I
g)	 low fuel cycle cost dependent on (1) ability to be reprocessed for

I turn around of unburned fissile material, 	 (2) ability to recover

bred fissile material, and (3) ability to remove fission product

poisons.

q

Grimes  discusses why the fluorides form the only salts with acceptable

	

4	 absorption cross sections, stability, and melting temperature. This is due

primarily to the stability of the ThF 4 in the salt since the ThP4 is the

weak link. Fortunately its high melting temperature is reduced with the

addition of diluent fluorides (B eF 2 and LiF).
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For successful operation of the reactor, the oxide contamination of the

blanket must be kept at low levels. In addition, the ratio of LiF to BeF2

should be high in order to keep the viscosity at the desirable low level.

The BeF2 concentration is advised to be kept in the range of 16 to 25% (for

a ThF4 concentration of 12%) in order to maintain the liquidus temperature

below 932°F.

3.3 Structural Materials

3.3.1 Modified Hastelloy-N for Pressure Vessel and Piping

A material that has been developed for containing the molten salt

blanket is an alloy which is a slight modification of the present commercial

Hastelloy-N. The modified Hastelloy-N is very similar in composition and

other related physical properties to standard Hastelloy-N. However, the

modified version is superior because of its ability to resist helium embrit-

tlement due to neutron irradiation. Helium embrittlement is the result of

helium production in alloys due to the (n,a) reaction of boron under neutron

irradiation. Boron is found in minute quantities in most alloys as a result

of the manufacturing process. However, the amount of boron present is suf-

ficient to result in serious damage to the alloy when it undergoes neutron

irradiation.

The problem of irradiation embrittlement of Hastelloy-N has been solved

by the addition of 2% titanium to the alloy. 2 Experiments have been per-

formed on the modified Hastelloy-N in which it has been irradiated with a

neutron fluence of 10 22 nvt at 650°C and then stressed at 650°C. It appears

that for stresses below 10,000 psi, irradiation has no effect on the stress-
i

rupture properties, i.e. for stresses below 10,000 psi the material will2^have an "infinite" life. Figure III-1 illustrates stress-rupture charac-	 !.

teristics of modified Hastelloy-N for various neutron fluences. 2	I,=
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Hastelloy-N is an alloy developed specifically for use with n

fluoride systems. Among the constituents, Cr is the least resist.-

attack by fluorides. Fortunately, the Cr content of Hastelloy-N is low

enough for the alloy to have excellent corrosion resistance toward the

salts. Also, the Cr content is high enough for high oxidizing resistance.

Corrosion by fluoride salts is by selective chromium removal, thus

alloys such as stainless steels with a high Cr content are more susceptible

to corrosi.on. 2 For the molten salt used for the gas care breeder reactor

blanket, the environment is moderately oxidizing and the corrosion process

is dependent on the diffusion of chromium to the surface of the alloy and

its subsequent removal. Under these conditions the Hastelloy-N exposed to

s

the blanket salt should suffer no greater depth of chromium removal than

8 to 10 mils over a 30 year life. 3 If UF 6 is also only moderately oxidizing,

then the rate of corrosion will also be dependent on the diffusion of chro-

mium and hence the depth of chromium removal will also be 8 to 10 mils over

a 30 year life.
i

From the standpoint of the MSBR project, all of the major questions

with regard to the use of modified Hastelloy-N had been solved with the ex-

ception of the intergranular cracking of Hastelloy-N by tellurium. 2 The

problem of intergranular cracking was not "discovered" until late in the I^.

MSBR project when the bfSRB (Molten Salt Reactor Experiment) was shut down

after three years of operation and its components examined. Intergranular

cracking is the result of the diffusion of the fission product tellurium

along the grain boundaries of the alloy where it combines with nickel to

form a weak structural compound. Consequently, when the alloy is then

2stressed, cracks form along the grain boundaries.

at
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Tellurium forms a weak fluorine compound which is easily broken down

resulting in tellurium being deposited on the alloy's surface thus beginning

the intergranular cracking process. The cracking process increases with

increasing tellurium concentration and the rate of deposition of tellurium.

Where is a slight increase in cracking with an increase in temperature from

650°C to 700°C. It has been found that intergranular cracking was signifi-

cantly reduced and in some cases almost non-existent in alloys with a high
k

chromium content, i.e., 15 to 16% and above. For example, type 304L stain-

less steel shows a high resistance to tellurium cracking. It is also theo-

rized that the diffusion rate influences the depth of cracking. This tends

to explain the effect of chromium, since the chromium concentration is di-

rectly related to the diffusion rate. 2 Based on conclusions drawn from the

MSRE analysis, irradiation does not seem to be a major factor in intergranu-

lar cracking.3

In experiments with Hastelloy-N and other alloys, the chromium content

was seen to have the greatest effect in reducing intergranular cracking,

although the titanium content also may be beneficial in resisting tellurium

cracking. This conclusion was drawn mainly from the fact that modified

Llastelloy-N (2% Ti) showed better resistance to cracking than dial standard

Hastelloy-N. With regard to standard Hastelloy-N, minor changes in the

composition yielded no significant results. Experiments also indicated that

Al, Nb, and Ce might also help resist cracking. 2 There seems to be some

confusion in the references as to the effects of stress on intergranular

cracking. 2 ' 4 A good summary of the results of the study of MSRE components

(effects of Te) can be found in Ref. 4.

Since chromium reacts readily with tellurium to form a relatively stable

compound which doesn't diffuse readily, it may be desirable to inciFease the

I
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chromium content of the modified Hastelloy-N in.order to reduce the effects

of intergranular cracking. However, the question does arise as to whether

the increased chromium content may cause increased corrosion problems with

the molten blanket salt.

In case the intergranular cracking problem of Hastelloy-N cannot be r	 i

solved, typo 304L stainless steel is a possible alternative material.	 This
'r

is based on the operating experience of a fluoride salt loop built of this

material.	 As of August, 1972, this loop had operated satisfactorily for _.

9 years at 1250°F and suffered only a 1.5 mil per year corrosion rate (esti-

mated).	 However, a close control of the oxidation state is requited.. 	 Tie 9
a

problem of the irradiation embrittlement of the stainless steel: has been

solved by the addition of 0.2% titanium. 	 The remaining question is whether:

or not the eoxrosion rate can be reduced to an acceptable Level by either

Lowering the temperature or by alloy changes. 3 	The question then arises

with regard to allot changes as to whether or not type 304L stainless steel

can be made corrosion resistant without reducing its resistance to Te inter-
a

granular cracking.

Another possible alternative is the use of .modified Hastel.loy-N in

combination with a Monel 404 liner on the core side. 	 In a telephone convey- 3

sation with Jack Davant of Oak Ridge National. Laboratory, it was determined

that Monet. 404 could be welded to Hastelloy-N, and both would be corrosion

resistant.	 However, at the operating temperatures there could be an expan-

sion deviation between the two of about 0.25 inch..	 This number came from
z

an extrapolation of the known data at room temperature, since there are no

published data about Monet 404 at the desired temperatures.

Theoretically then, modified Hastelloy-N and Monel 404 can be used

together as reactor materials. 	 However, if the expansion deviation is much.
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greater than 0.25 inch, this option is removed.

Properties of Monet 404 (Ni-55%; Cu-44%; Mn-0.01 %; Fe-0.05%; C-0.06%)

at 77°F are given in Table 7U-1.

Table III-1

Properties of Monel 404 at 77°F5

Form and Condition Rod, Hot Rolled

Yield S.	 (0.2% offset) 3.1 x 104 psi

Tensile S. 6.9 x 104 psi

Elongation in 2 inches 45%

67
Hardness R

Specific Gravity 8.88

Melting Point 2460°F

Thermal Expansion Coefficient 7.4 x 10-6 in./in./°F

Tensile Mod. of Elasticity 25 x 106 psi

i'

3.3.2 Turbine Blades

From ANL-7241, it was noted that Tnconel alloys had reasonable corrosion

resistance to UF 6 as well as good structural properties at 1200°F. Therefore,

nickel based, high temperature, high strength alloys were checked. Such al-

i	 loys as TD-Nickel, Alloy 713 C, Alloy 701, Mar M246, M-252, etc. were elimi-

nated because they either contained boron or cobalt. Boron is undesirable

k	 because it is a poison which would have to be removed in a reprocessing loop

before reentering the reactor. Cobalt is easily activated, making turbine

^i	 maintenance difficult.
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Pratt and Whitney Aircraft has developed a process for casting high

strength gas turbine blades from standard nickel based alloys. Therefore,

regular Inconel alloys could be investigated for use in the OF 6 turbine. By

eliminating grain boundaries that lie perpendicular to the principal stress

axis (this axis lies parallel. to the length of the blade), the earlier pro-

cesses imparted ductility and thermal shock resistance to creep-resistant

nickel-base super-alloys. The newer process, by eliminating all grain

boundaries, produces a superior material when it is applied to Mar-1411200

and similar alloys. This is the first of a new family of gas-turbine ma-

terials that are called "monocrystaloys." It has, for example, exceptional

thermal shock resistance since it has not cracked during 2400 shock cycles

between room temperature and 2200 *F.6

The two best Inconel candidates, Inconel 718 and Inconel X-750, were

examined because of their superior strength properties with respect to all

other Inconel alloys. Based upon a telephone conversation with Luke Xrkovich

of International Nickel, Inconel X-750 was ultimately chosen because of its

excellent corrosion resistance to 
OF 6-1
	 well as for its superior strength

properties.

Inconel X-750 is an age-hardenabie, nickel-chromium alloy used for its

corrosion and oxidation resistance, and high creep rupture strength at tem-

peratures up to 1500°p . The alloy, also containing aluminum and titanium,

is made age hardenable by the combination of Al and Ti with Ni to form

gamma prime--the i.ntermetalli.c compound Ni 3 (Al ji) . Although much of the

effect of age hardening is lost with increasing temperatures over 1300r-,

the fully heat-treated or directly aged alloy will still have useful strength

up to 1800'F. 7 Therefore, it is reasonable to assume that the turbine blades

should be constructed entirely of Inconel X-750.

!j
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3.4 Conclusions and Recommendations

3.4.1 Blanket Salts

J

^f
t_

The blanket salt composition was chosen on the basis of neutron cross

section, viscosity, chemical stability, and liquidus temperature. 	 There is	 4

little uncertainty with regard to its phase behavior, its physical proper-

ties, and its interaction with the container anal moderator materials. 	 f'
jf

More uncertain, however, are the effects of oxidation-reduction state$

of the salt on its surface tension, and on the behavior of the noble metal

fission products. Significant limitations on the blanket salt are imposed

by the rather high liquidus temperature (932°F), and the restricted choice 	 1!.

of containment material.
N

The problem that should be looked into is the production of relatively

large amounts of tritium by neutron interaction with the lithium.

Variations of the blanket composition are possible and may prove desir-

able, to mitigate some of the aforementioned limitations. The ThF 4 concen-

tration may be varied as required, even for such things as optimization of

the breeding ratio. The processing is expected to keep the oxide concentra-

tiou in the fuel low.

The constraints of high LiF temperature and high tritium levels cannot

be circumvented. Since the reactor is to breed with thermal neutrons, the 	 y

cross sections limit the choice of diluent salt constituents to the fluo-

rides of Be and Li. The tritium production could be cut to not much more

than fission yield, if a NaF-ZrF 4-ThF4 blanket salt were used. But, neutron
"E

absorption in the Na and Zr would eliminate breeding. If the reactor is to
si

breed, there is no alternative.

3.4.2 Component materials

Hastelloy-N, modified with 2% Ti, is the main choice for the core and
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blanket construction. Although additional work is required to solve the

problem of tellurium intergranular cracking, preliminary results indicate

this problem can be resolved satisfactorily.

With regard to the design stresses of modified Hastelloy-N, if extrapo-

lation of values from the test results does not prove to be satisfactory,

then the operating temperature and total neutron fluence that the components

are subject to must be reduced. Theoretically, the irradiation should be

limited to the extent that the creep ductility will not be less than 5%.

Based on the available data, a maximum design stress of 10,000 psi is

recommended when the material is subject to 650°C and a neutron fluence of

1020 nvt over a 30 year period.

Tnconel X-750 is recommended for use as the turbine blade material in

the porter conversion unit.
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IV. NUCLEAR ANALYSIS

One and Two Dimensional Diffusion Theory Calculations

Several analyses I ' 2 ' 3 of the gas core nuclear reactor have been per-

formed. For examining a broad range of designs, one may utilize multigroup

diffusion theory to observe trends and perform parametric studies in order

to identify concepts for further study.

The fi.,t phase in performing exploratory nuclear analysis for the gaseous

core nuclear reactor involved implememting the necessary computational tools

and formalizing a computational method. The major portion of the effort

early in the study was devoted to this area. In order to expedite this

phase, the MACH-I code  was used as the primary computational tool in the

nuclear analysis. To allow a more realistic model of thermal neutron

processes in the high temperature gaseous core reactor concept, the THERMOS

5
code was implemented to supply thermal neutron parameters to MACH-I.

One dimensional survey calculations were carried out for a OF fueled

core surrounded by a molten salt blanket as shown in Fig. IV-1. Table IV-1

lists the composition of the coolant in the blanket. Later, two-dimensional

calculations were made with r--z geometry using the EXTERMINATOR program.

The spherical reactor configurations were amenable to one-dimensional

analysis. For the MACH-1 code the 26 group ABBN cross section set of Bon--

darenko, et al. 6 was used. The thermal group of the ABBN set is for

2200 m/sec (0.0253 eV) neutrons and hence is not realistic for the high

temperatures which can be produced in a gaseous core reactor. In some cases 	 +

the thermal cross sections were taken as Maxwellian. In other cases the

THERMOS code was used. The THERMOS code was thus used to determine thermal

cross sections to be inserted into the MACH-I computation along with the

46 s
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TABLE IV--1

COMPOSITION OF COOLANT IN BLANKET

MOLE %	 VOLY.TME %	 DENSITY (Gr j cm3 }

LiF	 71.7	 42.28	 2.635

BeF2	16.0	 22.08	 1.986

ThF4	12.3	 35.00	 6.32

The Li is 99 .99% Li 7 because Li b has a large thermal absorption
cross section.
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ABBN set. For a given configuration the computational method was as follows:

1. Run MACH-I with 26 group ANNB to estimate critical concentrations

preliminary results.

2. Run THERMOS with 50 groups (up to 2.15 eV) using above concen-

trations and calculate spatial and spectral averaged cross sections.

3. Run MACH-1 with 22 fast groups from ANNB (2.15 eV) and thermal

cross sections from THERMOS run.

Thus the final results of a computation may be thought of as a 23 group

calculation with one thermal group using a thermal cutoff of 2.15 eV.

Table IV-2 lists the energy groups for the MACH Calculations.

Steps 2 and 3 were repeated if the final concentrations varied markedly

from the estimates; steps 1 and 2 were omitted for very similar configura-

tions. The high thermal cutoff value is required because of the possibi-

lity of a large increase in neutron energy due to upscatter in the hot

I

i

r t 4'

e ti

z

gaseous core.

Implicit in all calculations were the assumptions associated with

the two computer codes. Diffusion theory does not seem to be very re-

strictive based on previous comparisons to transport theory for gaseous

fueled cavity reactors. For example, Hall found a difference of only

0.0005 in keff between diffusion and S 8 transport theory. THERMOS contains

the assumption of isotropic scattering but this is felt to be reasonable

at the energies involved (<2.15 eV). More restrictive assumptions for the

THERMOS runs were the slowing--down source and the U-233 resonances below

2.15 eV. The slowing--down source was assumed to be spatially independent;

MACH estimates showed that the epithermal flux is rather flat in the cavity

but decreases rapidly in the blanket region.. This would imply then that the

flat source assumption is rather good for the cavity and not good in the

blanket. Since the temperature is not as high in the blanket and resonance`;
a

f;



-- 14ACH-1 ENERGY GROUP SCHEME,

GROUP NO. ENERGY RANGE

1 6.5-10.5 MeV

2 4.0-6.5 MeV

3 2.5-4.0 MeV

4 1.4-2.5 MeV

5 0.8-14 MeV
-------------------------- ----------------------------

0.4-

0----- -------MeV -

7 0.2-0.4 MeV

' 8 0.1-0.2 MeV

9 46.5-100 keV

1
10 21.5-46.5 keV

11 10.0--21.5 keV

12 4.65-10.0 keV

13 2.15-4.65 keV
---------

14
-----------------------_-----------------------------------------

1.0-2.15 keV

15 465-1000 eV

16 215-465 eV

I
l^

17 100-215 eV

I 18 46.5--100 eV
f 19 21.5-46.5 eV

20 10.0-21.5 eV

21 4.65-10.0 eV

€ I 22 2.15--4.65 eV
r;
'	 ! 23 1.0r-2.15 eVi

-------------------------------------------------------------_--------------
24 0.465-1.0 ev

25 0.215-0.465 eV
4

i-1

{ 26 0.0252 eV

r

z

n	 i
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W capture is important in thorium, the results are not as sensitive to

I

thermal, cross sections for blanket materials as in the cavity. No Doppler

broadening capabilities exist with THERMOS so these resonances were included
4

at room temperature only. The assumption of no Doppler broadening should not

^.	 be too severe since the resonances are very broad even at room temperature.

b{ ^	 Since only eight of the fifty THERMOS groups are used to span these reso-

$-X
	

nances, the results were probably less sensitive to Doppler broadening than

to the low number of groups in that interval.
}
}	 A general assessment of the computational method and its assumptions

was provided by analyzing a configuration previously analyzed by Whitmarsh
1

^.r	 with a 3.05 m (10 foot) cavity diameter and 0.61 m (2 foot) thick reflector.

An essentially equivalent configuration was obtained by reducing the number

of regions and by homogenizing similar regions, then the computational

method outlined previously was used to analyze this configuration. The

THERMOS computational was performed for the cavity regions only. Final

results gave a value of k eff of 0.986 as compared with 1.000 for Whit-

marsh, a difference of only 1.4%. In light of the homogenization used to

obtain a nearly equivalent configuration, the agreement indicates that the

computational techniques are valid for survey calculations.

The major goal after completing the one--dimensional calculations was

to do two-dimensional calculations. Instead of using a spherical core as

was done previously using MACH-1, a cylindrical core was analyzed utilizing

EXTERMINATOR 11, 7 a two-dimensional diffusion theory code. This code

enabled us to get fluxes in the (r-z) direction and, from these point-

wise fluxes, the reactor breeding ratio could be calculated.

The first problem encountered when using EXTERMINATOR II is how to

calculate the region and energy dependent microscopic cross--sections which 	 3
i

are input for EXTERMINATOR. This was achieved by using MACH-1 for 26{	 3

C	 51	 ^.	;
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groups and collapsing these to 4 groups (thermal) for use in EXTERMINATOR.
It ;

The MACH-I cross-section library, however, did not contain any cross 	 '!

sections for fluorine and these cross sections (cr , a ) had to be found from
a s

another source and then input into the MACH-I library before being collapsed
s

into 4 groups. The cross-sections obtained for fluorine were from a 123 	 ff^
t.

group set and had to be collapsed into a 26 group set for use in the MACH

library. The 26 group flux spectrum from a previous MACH-I run was used as

the weighting parameter when collapsing the 123 group set into 26 groups.

The collapsed fluorine cross sections were then input into the MACH-I

cross-section library where 4 group cross-sections wera obtained for the 	 k

desired dimensions and compositions. Dashed lines on Table IV-1 indicate,

the four energy groups for EXTERMINATOR. These region and energy depen-

dent cross-sections were then used in EXTERMINATOR. Various EXTERMINATOR

runs were made to get keff equal to 1.0, with the dimensions of the core

being the varied parameter to get k eff equal to 1.0. The height of the

core was taken to be twice the radius. The core was surrounded by a half-

inch Hastelloy-N liner and this was in turn surrounded by the molten salt.

i
blanket. 	This was the same arrangement as in the previous one-dimensional

it
E;

case.

^f	•; Figure IV-2 is a diagram of the geometry used for the two-dimensional

EXTERMINATOR calculations. Three axial regions were used in the core to

f	
,., match the axial temperature distribution more accurately. Table IV--3 sum-

i

marizes assumptions made in the calculations.

^	r

kk^^f

ii
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j
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TABLE IV-3

TWO DIMENSIONAL CALCULATIONS

CYLINDRICAL CORE WITH REFLECTOR WAS DIVIDED INTO 3 REGIONS

AXIALLY.

TEMPERATURE DISTRIBUTION IN THE CORE IS LINEAR WITH Tin

1071 0 R, Tout = 1560°R

AVERAGE TEMPERATURE IN EACH REGION WAS USED TO COMPUTE INPUT

CROSS SECTIONS

26 ENERGY GROUP INDIVIDUAL ISOTOPE INPUT CROSS SECTIONS WERE

COLLAPSED INTO REGION-AVERAGED 4 ENERGY GROUP CROSS SECTIONS

USING MACH-1 COMPUTER CODE

4 GROUP CROSS SECTIONS FROM MACH-1 WAS INPUTED TO EXTERMINATOR-II

TO CALCULATE
(1) CRITICAL DIMENSION

(2) CRITICAL MASS

(3) FISSION DENSITY AS FUNCTION OF POSITION

IN THE CALCULATION OF BREEDING RATIO, 26 GROUP CROSS SECTIONS OF
232	233Th	AND U	WERE COLLAPSED INTO REGION-AVERAGED 4 ENERGY GROUP

GROSS SECTION MANUALLY WITH FLUX WEIGHT.
Th-2320

c
B.R.
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Beat Generation in Molten Salt Blanket

i

the blanket:

f,
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Neutrons give rise to heat generation in non--fissile materials through

four primary interactions: elastic scattering (n,n); charged particle

ejections, particularly (n,a) and (n,p); inelastic scattering (n,n'y); and

radiative capture (n,y). These four processes may be conveniently divided

into two classes, direct and indirect, according to whether the heat is

deposited at the site of the primary interaction or some distance away.

Elastic scattering and charged particle ejection reactions are direct

heat generation processes in that the energy of the struck nucleus, or the

alpha particle or proton, is converted to heat in the solid or liquid within

distances of Less than a millimeter from the site of the primary interaction.

Radiative capture is an indirect heat generation process since the

gamma rays that are produced in the reaction are absorbed at various dis-

tances, often many centimeters, from the site of the primary interaction.

The primary interaction, therefore, serves only as a source for the gamma

rays. The kinetic energy given the nucleus as it recoils to conserve momen-
i

tum when emitting the gammas is generally only of the order of 10 eV, and so
y

may be neglected in heating calculations.

Inelastic scattering gives rise to both direct and indirect heat
t

generation. The daughter nucleus, which recoils to conserve momentum upon

emitting the inelastic neutron, deposits its kinetic energy at the site

of the primary interaction. The gamma rays which are subsequently emitted
s.

by the excited nucleus deposit their energies at various distances from the 	^ `'t

site, just as do capture gammas.
8	 i

The following energies per core fission were estimated deposited in

,.	1.

E

Y '^i
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TABLE IV-4

ENERGY DEPOSITION IN BLANKET PER FISSION

Reaction	 Energy Deposition/Fission
{ (MeV/Fission)

Neutrons from U-233 Fission 	 4
Prompt Gammas	 3
Fission Product Gammas 	 0.5

:i	 (n,y) in Thorium-232 	 9
Fissioning in Blanket	 1.96

from Th-233 Decay 	 0.5
R from 91Pa233 Decay	 0.1

Total 	 19.06

1
Because at the present time all calculations have been done for

spherical geometries it was decided that a rough calculation of heat de-

posited in the blanket was sufficient. A more detailed analysis should

wait until a two dimensional code can be used to calculate neutron fluxes

and reaction rates.

In the fission process of U-233, 5 MeV goes into kinetic energy of

the neutrons. Since almost all of the thermalization is done in the blanket,

it was estimated that 4 MeV was deposited there. It was assumed that 3

MeV of the 7 MeV prompt gamma energy is deposited in the blanket. There

will be some gamma energy deposited from fission product decay. This

is normally 7 MeV; however, since the core is continuously being cleaned

by reprocessing, most of these decays occur away from the core and it was

assumed that only .5 MeV is deposited in the blanket.

When Th--232 absorbs a neutron, it undergoes an (n,y) reaction to reach

the ground state. The gamma energy is 7.5 MeV and since there are 1.2 reactions

per fission with the breeding ration currently calculated, 9 MeV is de-

posited from this source. From the MACH code it was found that 1% of the

total fissions occurs in the blanket. Thus 1.96 MeV is available per fission 	;'.

' 
«:
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in the system. The thorium decay scheme has two decays:

233 Th	Pa233 R ^ 233u

These 0 7 's have energy of 1.23 MeV and .25 MeV. Multiplying by 1.2 gives

1.5 MeV and .30 MeV per fission in the system.

Adding these energies gives a total of 20.25 MeV/fission. Since there

is 196 MeV of recoverable energy per fission, the percent of heat generated

in the blanke t_ is about 9.72%

'there is a Li 6 (n,y) reaction, but the atom density of Li b is so low

that this energy is negligible compared to that from other sources.
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Results and Conclusions

Figure IV-3 presents a graph of the one dimensional results showing

effect of blanket thickness on the breeding ratio and critical mass. A

blanket thickness of 90 centimeters corresponds to a breeding i Jo of 1.

the breeding ratio does not increase as more blanket is added. On concludes

that 90 centimeters is an optimum choice for the blanket thickness.
`k

Figures IV-4 and IV-5 presents radial and axial power density distri-

butions due to fissioning from the EXTERMINATOR results. Notice the fission

density is relatively flat in the radial direction. The discontinuity in the

axial fission density (Figure IV--5) is of course due to the regionwise represen-

tation in the EXTERMINATOR input, and is not a real. phenomenon.

Figure IV-6 is a graph of the energy dependent fission density in the core.

The median fission energy is 300 keV. Figures IV--7 and IV-8 are the group

fluxes vs energy averaged over the core and reflector, respectively. The median

flux in the core is 600 keV in the core and 34 keV in the blanket.

Figures IV-9 and IV-10 are graphs which show the effect on the spectrum

of adding moderator (Be and graphite, respectively) to the molten salt blanket.

As shown in Figure IV-9, the median neutron energy increases from 34 keV (zero

Be) to 73 keV (25% Be) and drops to 4.65 eV (75% Be). For carbon the median

energy increases to 56 keV (25% C) and drops to 7 keV (75% C).

When changing the composition of blanket material from 100% molten salt

(LiF, BeF 2 and ThF 4 ) to 75% molten salt and 25% carbon, we are reducing the

atom density of lithium in blanket, which is a better moderator than carbon;

	

i!	 therefore, the spectrum in the blanket region becomes harder. When the volume

percent of carbon increases to 50%, there is a large increasing of atom density

	

f
i	 of carbon and a small decreasing of atom dr7nsity of lithium. Since the ef-

fectiveness of moderator has to do with both atom density and cross sections, 	 .'
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'J the increasing of atom density of carbon may overcome the fact that some

Ll

lithium is replaced by carbon (or beryllium). 	Table IV-5 and IV-6 show the

effect on median energy, breeding ratio and critical radius when the composi-

tion of the blanket material is changed from 100% molten salt to 100% carbon

and beryllium, respectively.

Table IV-7 summarizes and compares results of the one dimensional.

MACH calculations and the two dimensional EXTERMINATOR calculations. 	The

fourrou 	spherical case was in reasonable agreement w i th the 26 group caseg	P	P	 $	i	 g	P	,

so one concludes that the change in going to four groups had a negligible

effect on the calculated breeding ratio. 	The breeding ratio of 1.21 for
ff
!j the two dimensional reactor Looks promising.

Further Work

1!; Many areas, especially those itemized in Table IV-8, must be studied

further in order to achieve a complete nuclear analysis.
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TABLE IV-5

CRITICAL PARAMETERS VS VOLUME PERCENT OF CARBON IN BLANKET

PERCENT OF CARBON
0% n25/ 50% 75% 100%

IN BLANKET

MEDIAN ENERGY (MeV)
.53147 .55617 .57032 .57663 .53016

IN CORE

MEDIAN ENERGY (keV)
34 46,5 34 7.33 .0252 x 10-3

IN BLANKET

BREEDING
RATIO

1,1827 1.196 1.190 1.1331 0

CRITICAL
RADIUS (cm)

58.5916
-

60,9031 62.6357 61.3982 39.2433

CRITICAL
MASS (kg U-233) 379.I3 385.80 463.22 436.30 113.55 i

BLANKET THICKNESS = 114.38 cry
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TABLE IV-6

CRITICAL PARAMETERS VS VOLUME PERCENT OF BERYLLIUM IN BLANKET

PERCENT OF Be
IM BLANKET

0/ o25d 50% 75% 100%

MRI	RENERGY (MeV)C
IN CORE ,,3147 .55239 .551?3 .52800 .44387

MEDIAN ENERGY (keV)
34 73.3 34 4.65 x 10 -3 .0252 x 10-3IN BLANKET

BREEDING
RATIO 1.1827 1.2284 1.2032 1.0651 0

CRITICAL
RADIUS 58.5916 61.8469 61.1468 53.4241 29.80

CRITICAL
MASS (kg U-233)

379.13 445.94 430.96 287.43 49.88

BLANKET THICKNESS = 114.38 cry
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TABLE IV- 7

COMPARISION OF CRITICAL PARAMETERS

v0

SPHERICAL CORE SPHERICAL CORE CYLINDRICAL CORE

(26 GROUP) (4 GROUP) (4 GROUP)

BREEDING
1.181 1.179 1.2I9

RATIO

CRITICAL 58.59 cm 60.91	cm 54.78 cm
RADIUS

RITICAL COPE 8.425 X 1055cm3 9.466 X 105cm3 1.033 X 106cm3VOLUME

RITICAL
14ASS (kg U-233) 379 426 496

:BLANKET
THICKNESS 114.38 cm 114.38 cm 100 cm
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Table IV-8 Neutronic Areas for Further Study

1. Study more thermal reactor with additional moderation in blanket

Effect on spectrum

Effect on breeding ratio

Effect on control

2. Select control mechanism

Reactivity effectiveness of control mechanism

Effect on breeding ratio

Effect on power distribution

3. Calculate reactivity effects

Temperature and other reactivity coefficients

Effect of structure and impurities

Reactivity effects with lifetime

4. Iterations with thermal and fluid flow analysis

5. Heating rate in blanket

6. Dynamic and stability analysis

7. Analyze more check point experiments - improve model

8. Potential of co-axial flow gas core reactor - MHD

9. Investigate applications, especially use of gas core reactor for

actinide burnup

e.
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