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FOREWORD

This is an interim report on work being performed by Rohr Industries -
Design and Fabrication of Titanium Multiwall Thermal Protection System
(TPS) - describing the Task IV activities. In Task IV, a titanium multi-
wall curved panel was fabricated and delivered to NASA Langley Research
Center.

This program is administrated by the National Aeronautics and Space
Administration Langley Research Center (NASA LaRC). Mr. John Shideler of
the Aerothermal Loads Branch, Loads and Aeroelasticity Division, is
technical monitor.

The following Rohr personnel were the principal contributors to the
program during this reporting period: Winn Blair, Program Manager;
Dale Jennings, Manufacturing Technology; R. H. Timms, Preliminary Design;
and L. A. Wiech, Engineering Laboratory. Overall program responsibility
is assigned to the Rohr Aerospace R&D Engineering organization with
U. Bockenhauer, Manager.
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INTRODUCTION

Rohr Industries was awarded a contract January 1979 to design and
fabricate titanium multiwall thermal protection panels for testing by
NASA.

The initial program consisted of the preliminary design of flat panels
and tooling, fabrication of flat test panels, and testing in face
tension, flexural strength, creep, thermal conductivity, and emittance.
Results of these tests were used to design and fabricate a nine-panel
array for testing in the Langley Research Center 8-Foot-High Temperature
Structures Tunnel. A two-panel array was fabricated and delivered to
Langley Research Center for vibrational and acoustical tests. A second
two-panel array was delivered to Johnson Space Center for radiant heating
tests. This design and fabrication effort is documented in References 1
and 2.

An additional part of this program was to demonstrate that the multiwall
concept could be fabricated as a curved panel. A curved titanium
multiwall panel having a single radius of curvature of 305 mm (12 inches)
was fabricated and delivered to NASA Langley Research Center. The
panel's overall dimensions were 305 x 305 x 17.2 mm (12 x 12 x 0.680
inches). This report describes the design and fabrication of that
panel.



Use of commercial products or names of manufacturers in this report does
not constitute official endorsement of such products or manufacturers,
either expressed or implied, by the National Aeronautics and Space
Administration.



DESIGN

PANEL DESIGN
The panel assembly shown in Figure 1 was designed based upon experience
gained during the fabrication and testing of flat panels (reported in
References 1 and 2). Data obtained from testing of the flat panels,
indicated that an enlarged node flat was necessary to improve flatwise
face tension strength, and the 30-degree sloped side closure should be
re-designed so that greater Liquid Interface Diffusion (LID) bonding
pressure could be applied in that area of the panel. The design
considerations for the curved panel are: 1) the ability to
superplastically form Ti-6Al-4V into intricate shapes without severe
degradation, 2) skins that are superplastically formed having
a 30 degrees stepped angle on two sides that also close out the panel
sides when LID bonded to the opposing skin, 3) panel sides that have four
equally spaced steps that permit filler blocks to be used as aids for
maximum pressure during the LID bond cycle, 4) dimpled sheets that have
node flat diameter increased from 1.5 mm (0.060 inch) to 1.9 mm (0.075
inch) diameter, and 5) also have a different node pitch in the radial
direction to achieve node alignment for the curved panel.



SKIN FORMING TOOL DESIGN
The tool design shown in Figure 2 takes into account the dimple spacing,
and joining of the dimples to the steps of the side closures for maximum
strength. The design also allows for both skins to be formed in the same
basic tool by changing the side and end plates. Argon is used as the
pressure media for superplastically forming the skins.

DIMPLED SHEET FORMING TOOL DESIGN

The design for the dimpled sheet forming tool shown in Figure 3 allows
for the dimpled sheets to be formed flat then wrapped into the radial
shape during layup for LID bonding. The pitch was varied on each of
the 4 forming plates which allows the dimples to align with each other
when wrapped to a 305 mm (12 inch) inside radius.
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Figure 1. Panel Assembly

BAilt ЯАОЛ1. !*1

— 14.07 (SSH/)!. —

E
SCAL

/

S. / с
/ x!x

E I0:| iW!lVl •SCALE

!»!̂  МЛ7 (.J34)!

10 : l

5 ! 1 Vf^sr/
~ [ \ / '

/ \
7" \

тятетм». h!«fi

f̂lr.̂ gp!^!*

«o«t iNoumu. ««c""*"*
PAUEL A^S.V!

~ 9ПШ T^S ?^4 ' A
•»V, Ц Jlrfc рИГТ!Г —



Page intentionally left blank 





Page intentionally left blank 



«viSI0 euAMTiTltS Of 1ТКП !S3,

f П.^56

\ <n°2:
0.1t«eM>t X .3.

(,,5oo") y^^®^

®Г \— *.чъ(.гО очч HOLE,

Л Л»/A.»!. 6 Ifcl/. llo') Vik DRILL

е: 'Л

!TOL . WOM!

(.1.115)

ft.siz)

(Mf)

UV10J
(j.545)
4«,.IT7
O.tl»

(оыЛ

(чн.518'!

(4J.8IP)

О

(.!т1)

"ГНО Ю"П
UM^ "16 ("7)

тми!е. of eo^ uoi.t.1 (H i»»/<,,,;

M

j^vs
t»'i«!
175.^0

444.14

'";'*

КД t ,

Ч1ЛТ41

"bVnl ?Ч* °bl

,

*n

«луч.и
(.1«Т5)/(.1в55)

V 3 V

^CHLE: Ю/1

a.

Я

•s'

1 )

", __

R
Ч

'x
'x

:
i i

'= r.

« датч Рвот «.уое
5.^*4 / а . ь ч г

!(!»!

" " V T i

Г
<ьее. F ров.
HOLE. Oi*A^.

(.14/.l

RtF"

• ""

1

^~

^
i !

^

X••

v(ROTATED »ao")

! WOT eo iw P/L

. MOTED IN P/L

lb.154

C«^I_1

г ч еа *р <е,

^**,.OQ9 aoOO) 0».450')

©,
»»лг\ _
(га.чго)

A^Vy ! »HOWU

1!3 ) Л4%У

.
(а.

! .
l.ftlO

fb.t'tl) Сп.отб ) !V1»

Cn.oiO

"1."1Г

©

. еялге. P»U* то илС.*") P«"

LtMCfti*. *. " : г. ..
си ' :,\ .*>

A*4UL*«. !к •: !i •** «* •<=

ЛИ. H2U СЯЕ5

валгь «KLLOV *w»i 440 ков

.АК . . I .<

лг

го

1811

1

i

i

1

"

"77

11.

1352

1

1

1

1

"

"s

11.

US!

I

,

1

,

"

"J

!«.

UH

1

I

1

1

"

"1

г.

"

5a7

г

"

us

г

"

50!

г

"
•501

QU^IITV «.еоо

ewa ic.it"

"«
"Vi

"м
"и
"г*

"гъ

"г»

"Л
"п
"15

"i"s

"и

"•>
"т

"г^
"S

"г

" i

"ВО!

"50S

"•503

"SO I

Р*.»Т МО .

«.,4

4«v^ Р,"*ТЬ

н"етшмЕв.
•»».»

•buiwv PV^E

'"~Еа"

m"ee.

PL^TE

Pi. ME

01U1PLI. т

O.W..4.

bov "VW

Tool. KM»

М«.«1Л«Ы

снег.

<LftE«>

T I T

TIT

T I T

c«Ei

cei*

ttes
CKE4

VAIiTL

.l\l 01»

.ZS«b

.Ob X
1"..1Ч
.Ob *
1°> ,11
.0^ •
Л «11

« V)

' V? '
' Ч'г '
•'ч1»'
Ь 14 .

Sii'

V,5^

4^0

«го
4 JO

CP

CP

CP
A » o '

«Jo
*io
4 го
«to
AJO

^EC н.т. *>IOTt$

Figure 3. Dimpled Sheet Forming Tool Design

1л

IOHt IMOUntK. MC.
TOOL ROC DIMPLED
SHEET. UbS* TPS

з LsiMi 1°)5!гъ<т! А
W.O. 3tl"i7



Page intentionally left blank 



PANEL FABRICATION

DIMPLED SHEET FORMING

The dimpled sheets, shown in Figure 4, were superplastically formed from

0.076 mm (0.003 inch) sheet in a vacuum furnace using 8.27 KPa (1.2 psi

dead weight). Figure 5 shows the dimpled sheet forming tool ready to be

loaded into the vacuum furnace. After forming, the dimpled sheets were

trimmed using hand shears. Then the dimpled sheets were plated on the

nodes only for LID bonding using the Rohr proprietary process.

SUPERPLASTIC FORMING THE SKINS

A flat sheet of Ti#6Al#4V.10 x 432 x 432 mm (0.004 inch x 17 inches x 17

inches) was placed in the superplastic forming tool shown in Figure 6.

Then the tool was bolted together (shown in Figure 7) for forming. The

tool was placed into a vacuum furnace and the furnace was evacuated to

1 x 10~
5
 torr, then heated to 1214 К (1725°F). At that temperature argon

gas was introduced to the tool at 82.7 KPa (12 pounds per square inch)

pressure for 15 minutes. The tool and part were furnace cooled to 425 К

(300°F) before being removed from the furnace. The formed skin, shown in

Figure 6, was trimmed to final size with hand shears. The skin was

plated 5.08 mm (0.20 inch) wide around the periphery on the inside

surface using the Rohr proprietary process.

11
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Figure 6. Tool for Superplastically Forming Skins and
a Formed Skin (Untrimmed)
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LAYUP

The attachment clips and tongues were hot formed, machined, plated and

resistance tack#welded to the inner skin prior to layup. The tool used

for superplastically forming the outer skin was used as a layup jig for

prepositioning the skins, dimpled sheets, and septum sheets, as shown in

Figure 8. These prepositioned parts were held in position prior to

diffusion bonding by resistance tack#welding through the nodes near each

of the four corners.

LIQUID INTERFACE DIFFUSION BONDING

For LID bonding, the assembled detail parts were removed from the forming

tool and placed on a radially shaped graphite reference block with 18 mm

(0.7 inch) thick blocks placed on each of the 4 sides, shown in Figure 9.

These blocks were fabricated to fit the preformed stepped edge closures

of the skins and were used to apply bonding pressure to the region of the

edge closures during the LID bonding cycle. The side blocks also

controlled the panel height and prevented the panel from being crushed by

the graphite block that was placed on top of the layup to apply bonding

pressure to the main surface of the panel. The assembly, shown in

Figure 10, was then placed into a vacuum furnace for LID bonding. The

furnace was evacuated to 1 x 1Q#
5
 torr, heated to 1214 К (1725°F), and

held for a specified period of time. During this period the plated

material formed a eutectic melt and certain constituents of the eutectic

diffused into the T1#6A1#4V. This diffusion changed the composition of

the eutectic and it resolidified, creating a bond joint at all plated

interfaces. The tool was furnace cooled to 425 К (300°F) before being

removed from the furnace. Examination of the part, shown in Figures 11

and 12, revealed that the LID bonded panel met the dimensional
requirements.

16



Figure 8. Skins, Dimpled Sheets and Septum Sheets Being
Laid up for LID Bonding
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CONCLUSION

The fabrication of a curved multiwall panel has been demonstrated by
superplastically forming the varius components and LID bonding the
assembly of these components to achieve a panel with a single radius of
curvature of 30.48 cm (12 inch).

The design changes employed in producing this panel were effective. The
panel had good bond quality including the nodes along the stepped sides
which could not be properly LID bonded using the previous design.
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