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1.0	 INTRODUCTION

Under the NASA-JSC Contract NAS9-15685 the Vought Corporation was to

fabricate Reinforced Carbon-Carbon (RCC) test samples and provide the

necessary support to evaluate the results of the oxidation tests performed by

NASA-LaRC. In addition, Vought was responsible for the mechanical testing to

failure of a maximum of eighteen (18) tension specimens that had been exposed

at NASA-LaRC to a combined environment of stress and oxidation simultaneously.

Modification 10C to this contract, effective 31 May 1982, authorized

Vought to fabricate additional test specimens of Advanced Carbon Carbon

(ACC). This effort is essentially limited to the fabrication and delivery of

test specimens to NASA-JSC by 30 April 1983 with no follow-up test support or

data evaluation planned.

This report is limited'to the contractural itemiLs included in the basic

contract plus Kad,fioations 'IS through 9S plus 11S thereby limiting it to the

ROC material. Final reporting on the ACC material included in Modification

10C and 12S will be done separately at the c7nculsion of the ACC specime n

fabrication.

The issuance of this final resort satisfies and completes the

requirements of Item 2 of this contract as defined in Modification 1S.

I	 t
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2.0 CONTRACT HISTORY/TASK DEFINITIONS 	
ORIGNI RPAMr
OF pW qJ

The initiation of the basic contract was accomplished in August 1978
foz thk fdbrication of forty-eight (48) ROC specimens. `The eighteen (18)

tension specimens were existing at the time, being supplied to NASA-LaRC under

a separate contract. The contract modifications are listed below in

chronological order with a brief description of the changes. The contract

extensions i'.dentified below were made to allow completion of the tests at
NASA-LaRC.

CONTRACT NAS9-15685	 1 September 1978

o	 Fixed Price Contract	 $55,000

o	 Exhibit A Statement of Work
- Fabrication of forty-eight (48), thirty-eight (38) ply

mechanical property specimens 17.0 centimeters

x 4.3 centimeters (6.7 inches x 1.7 inches)
- Performance of tension failing load tests on a maximum

	

of eighteen (18) specimens	 '.

o	 Completion date	 31 January 1979

MODIFICATION IS	 8 January 1979
o	 Contract extension to 30 April 1979

MODIFICATION 2S	 1 May 1979
o	 Contract extension to 31 October 1979i	 r

MODIFICATION 3S	 16 November 1979
o	 Contract value increased to $75,525

o	 Exhibit B Statement of Work

- Additional requirements for forty-eight (48), 7.1

centimeters (2.8 inch) diameter plasma arc test
specimens to be fabricated from nineteen (19) ply
material

o	 Contract extension to 31 October 1980

MODIFICATION 4S	 12 December 1979
o	 Contract extension to 1 July 1980

i
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MODIFICATION 5S	 29 July 1980

o	 Contract extension to Z9 July 1980

MODIFICATION 6S	 31 October 1980

o	 Contract extension to 1 June 1981

MODIFICATION 78	 8 December 1980

o	 Delivery addresses changed for reports

OR'.G1NAL PAGE, IS
OF POOR QUALrry

F

r

MODIFICATION 8S	 31 May 1981

o	 Contract extension to . 15 January 19 2

MODIFICATION 9S	 15 January 1,981

o	 Contract extension to 1 July 1982
r

MODIFICATION IOC	 31 May 1982

o	 Exhibit C

- Additional requirements to fabricate eight (8),

30.5 centimeters x 36-3 centimeters (12 inch x 12 ;inch)

ACC panels to be out into test specimens

MODIFICATION 11S 	 1 July 1982

o	 Contract extension to 1 October 1982

MODIFICATION 12S	 1 June 1982

o	 Contract value increased by $49,140 for ACC panels

3.0	 DISCUSSION

The forty-eight (48) test specimens identified in Exhibit A of the

contract were fabricated from three existing panels transferred from a

Rockwell contract Purchase Order M8J3XMS-48315OD that had been previously

terminated. Two of these panels (HP110 and HP113) were at the RCC-2 stage in

the process cycle and the other one (HP116) was in the as-cured condition.

Vought Engineering Release (ER) S1001.327 was issued to resume processing of

these panels through machining, coatings and TEOS impregnation. These

specimens were shipped to NASA-JSC on 15 January 1979, reference RFS-RCC-153

_z
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included in Enclosure (l). The specimen identification list and the

documentation package Por these specimens is also included in 3nolosure (1).

Eighteen (18) of these specimens Were eventually returned to Vought for Type A

a	 ooating. This was accomplished and the specimens shipped to NASA-LaRC on
7 January 1980 on RFS-RCC-193, a copy of which is included in Enclosure (1)

3	 along with a list of the specimens involved.

74	
,

The combined environment test specimens were sent to Vought from

NASA-LaRC and machined to the tension test configuration per ER S1001.363 in

July 1979• The tension tests ware performed in the Vought Structures Test Lab

in August 1979 according to the requirements of Test Request 221TQ00789, a

copy of which is included in Enclosure (2). The, results of the tension tests

are documented in Vought Design Information Relesse (DIR) 2-30400/RCC/9-0017

which is also included in Enclosure (2).

The minimum of twenty-seven' (27) and maximum of forty-eight (48) p.la.sna

are discs added to the contractural requirements b y Modification 3S were

started in fabrication in December 1919. Three panels (A306. A1307, and A308)	 11

were fabricated per the instruction of ER S1001.377 through machining, Silicon 	 #li

Carbide Coating, and TEOS impregnation. Half of these specimens were coated

with the Type A enhancement process. Thirty-eight (38) of these specimens,

twenty (20) with Type A, were shipped to NASA-JSC on 27 June 1980 on

RFS-RCC-210, a copy of which is included in Enclosure (3). The specimen

identification and the certificate of compliance is also included in

Enclosure (3). The remainder, a total of ten (10) specimens, were transferred

to NASA-ARC under Purchase Order 71125B (LAM). These .specimens were shipped

to NASA-ARC on 4 August 1980 on RFS-RCC-218, a copy of which is included in
Enclosure (3).

;`	 5

The radiant mass loss tests on the original set of RCC speoimens were

concluded at NASA-LaRC and the data sent to Vought in October 1982. This data

has been documented and comparisons made with the previous February 1978 mass

loss/mission life correlation in DIR 2-53200/RCC/2-0008. A copy of this

document is included in Enclosure (4).
i

(

i



a	 ^

n r

4.0	 CONCLUSIONS/RECOMMENDATIONS 	
ORIGINAL PAS ̂
OF PAR 0

The results of the combined environment tests and the radiant mass loss

tests at NASA-LaRC were compatible with similar tests performed on ROO by

other test agencies. The complex combined environment tests gave the same

results as the simpler cyclic tests performed elsewhere. Also the radiant

mass loss tests on both TEO$ only and Type A'coated specimens agreed with

previous test data.

This report concludes the requirements of this contract on RCC

Samples. There are no additional test data needed to supplement the current

RCC data at this time. Future effort should be directed toward the next

generation carbon material., ,ACC.
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CONTENTS:

a	 REQUEST FOR SHIPMENT RPS-RCC-153 	 `

V	 REQUEST FOR SHIPMENT RFS-RCC-193

'	 '	 o	 QUALITY DOCUMENTATION PACKAGE
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T^	 Contract No. 11AS9-15685
For Reissue To:
D ^T Tiu i ES- 13 208on	 .	 am

(None
INIIPECTION REQUIRED; © LTV	 0GOV 'T. QCUST, see note)	 MATERIAL CLAS51	 HAZAROOU$	

.02 NON
• HA7ARDOUS

Harem TO; C-05tTaCt O,  oeLlY4RY OATZ DUE	 T YO UR 9	 NIJMBE.R

Az^t	 l'JV, V1 anand V11 ASAP I
PREPAID TE.A 

FIASA43C Freight
RZJ, REPORT NO ^^ OURPO NUMBER  STORKS R%Q, COV'T CONTHA ;T ono[-;RNO,0^ O, N1.041# P

NAS 9-150"85 880=1 -MEE

'
1,0	 T1111

PART NO, DESCRIPTION UNIT' 'TOTALyo, PRICE:	 I	 AMOUNT	 a

118 ,. RCC Test S=pl.es, Serie l # 91000.00^;` 49)000."0

13 HP 22 16 HP o6 248-D1
7 6 U-0o n' R	 ?.%,)

s

I^

(Zj SHIPPING -R EQUEST

SHIPPING MEMO

„J q DrOIT MEMO

DATE -	
.. ,15 w 79	 NUMBEk RF'S-RCC -1d,3

f
YOUM INVOICK	 ilATEb	 AMOUNT	 "CC.^N1 POnT	 I

RETURNED FOR CREDIT
Ll RETURNED FOR CREDIT AND RL-LACEiMENT

U REPAIR OR REWORK AT YENDOA'S EXPENSE:

REPAIR OR REWORK AT OUR CXPENSE
Q REPAIR OR REPLACEMENT COVE:RMD BY GUARANYLIC

MISCELLANCOU5 IEKPLAINI 
TDnt :ip C1''It^t`:I

Rapp

.	 I	 I

INSPECTION	 LAYO UT

LTV1 CUOT	 LTV_ COST

r.3 "Z- 23
13 HP 24

3.	 7
16 HP o8

^^1.--	 I
248-D3

I

13 HP 25 16 HP 09
13 HX'27 16 HP 10 16 HP 11
13 HP 2B 16 HX 12
13 HP 30 10 HP 18 16 III' 13
13 HP 31 10 HP 19	 ' 16xP3.4

13 HP 34 10 'rip 21 16 HP 15

R13 HP 35 10 HP 22 16 HP 16 i

10 HP 24 16 HP 17
027-D1 10 HP 25 16 HP 1t8
027-D2 10 1 11P 27 16 up 2.9 ( C
027-D3 10 HP 28 16 11iP 20

10 iu 2
16 'HP 01 10 ,qP 33
16 HP 02 10 HP 35
16 HP 03 10 HP 36
16 HP 04
16 HP 05

PRESE RVATION	 PACKING	 AUTHO I**n N̂. ccomr;A ca %viTH^;.t"-L-4,^,4y

LTV	 1
/
,^,^..4r	 `,--- /,/{^

SIGNATURE

G	 i3 . '.11 C A ••. ,1' 1'21 D .. C.1 71^

BOX

E^

TYPE I LGTH 1 W107H	 HT.	 GROSS WT.	 NWF-(TYPC)	 NI

ECKI Md.

r;x*^

FOR SHIPPIN I USE CN'-Y
C0 LAM. 1N V, NIP, MEMO	 BATE SHIPp'3L'

i

, REQUEST FOR SHIPMENT 	 0.97074 Rs



^,	
I

--w.rwMl111 / IVr IM M ,LEIS ►'IC; AT IUN	 ^	 "I	 Paso 2 oc

Cj TOP tE^Ere. ^ ^ CONPIDEN TIAI. 	{
t`PET	

Vought Corporation
C O JN •CLASSIFIED	 ,SHIPPING NCOUsv'1'

CONFIDENTIAL • MODIF'ED HANDLING	 v'^' 2 q tiIIPPING MEMO
CHECK ONE,	 L	 [3 DEBIT Memo

r	 ^
Transportation Officer	 DATE 1 15^ '^`^ 	 NUMBER RFS-RCC-153	 . ,ry

IU	 YOUR INVOICZ I DATC O 	 JAMOUNTC;O' NT

^..	 J

I '	 "I	 q RETURNED FOR CREDIT

RETURNED FOR CREDIT AND REP LACEMENT

(^ REPAIR OR REWORK AT VENDOR 'S EXPENSE
CHARGE	 q REPAIR OR REWORK AT OUR EXPENSE
TO	 a	

q REPAIR OR REPLACEMENT COVERED 13Y C%UARANTEF, ,
MISCELLANEOUS ICXPLAINI

1..	 I
(None

INSPECTION REQUIREDS	 Lq LTV	 q G11V ' T.	 q COST, See Note: ) MATERIAL CLASS $ q HAZARDOUS M NON - HAZARDOUS

(^ ...
	

ACCOUNT NO, G$64IVICRY DATE OU[RRFER TOE Contract	 TAS ^L^S—.._.....^.
Articles IV	 V, VT and V11 ASAP

a +T,~	 .,m.. ...OUR POrNUMi11 N
d

<	 / NASA	
^ 	

Frei 
St b,O	 bIEN  ao^ To, ONT A	 ^

oLL,EC.-•--^

 bNRJ, REPORTN , OUR P _ NUM 7- ! ti a Rao, V'	 C	 R C
^'^

*Sr+CSC" 40, G, O, h $44MOLR

NAS -15685LO4•EAEe.
N

CONTRACT
rteH QUANTITY

I
PART NO, DESCRIPTION UNIT

PRICE
TOTAL,

AMOUNT
=j7

Nor

1	 _	 Data Package

NOTE: Ship by Form DD 250. Final Inspcetion and accep rce
will. be accomplished by the contractin g, o4l'fiQcr al
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VOUGHT CORPORATION

P 0 BOX 225907

DALLAS, TEXAS 75265

This certifies that RCC test specimens listed herein conform
to the requirements of Contract NAS9-15685 with the exceptions
noted in the Deviation Summary.

Test reports and acceptance data are on file and are subject
to examination can request.

4^2^^
V. J. Patterson	 DATE
Quality Program Manager
Leading Edge Structural
Subsystem

0',j1G,tjAj- PAGE 13
0, POOR QUAVI '
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MONPESTRUCTIVE TESTS RESULTS

RCC specimens included in this shipment hove been subjected
to radiographic examination and ultrasonic inspection per
Process SpecificaLson 208 . 7-40, 208-7-41 and 208-7-42 and
accepted.

Coating thickness has been, variiied by Eddy Current technique
and has been accepted witt( detriations noted in Deviation
Summary.

r;
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Page 3
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TEST DATA SUMMARY

,
J	

C

FLEXURE TEST ACTUAL

HP 110	 As coated , 17,755

Thermally conditioned 15,794

HP 113	 As Coated 16,471

Thermally conditioned 16,279

HP 116	 As coated 15,894

Thermally conditioned 15,448

MASS LOSS (Tube Furnace Test)

HP 110

HP 113

HP 116

l

^k

''	 Yj4

tF

f?	 i

i

i

i
t

t

't

1

pppyyyy

r .,^

fe	 i

f^

1

i^

l^
S

fV	 I

RE UIRED

14,700

14,700

13,700

13,570

14,700

13,110

.0002 lb/ft2	,041 lb/ft2

.0012

.0050
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DEVYATIQN ,SUMMARY	
ORIGINAL PAGE 18

OF POOR QUALM1- 

Specimens listed have coating thickness below minimum required
by 208-7-41 and drawing requirements:

Specimen SIN	 Bag Side Thickness	 Mold Side Thickness

	

13HP 22	 .019	 .020

	

23	 .019	 .020

	

24	 .018	 .020

	

25	 .018	 .019

	

27	 .019	 .020

	

28	 .018	 .020	 i

	

30	 .018	 .019

	

31	 .017	 .018

	

34	 .018	 .020

	

35	 ..018	 .020
8

	

10HP 18	 .017	 .020

	

19	 .017	 .020

	

21	 .017	 .022

	

22	 .018	 .020

	

24	 .017	 .020

	

25	 .017	 .019

	

27	 .018	 .020

	

28	 .017	 :019

	

29	 .017	 .020

	

33	 .018	 .020

	

35	 .018	 .021

	

36	 .018	 .020

	

027 D3	 .019	 .024
248 D2	 .019	 .023

1
z
f

Thicknesses shown are minimums recorded on each side of the
specimen.

Reference MRAs 79570 ., 79571, 79598.

2-	 The following specimens have minor chips in coating a edges: 	 .

16HP 04, 10, 13, 14, 15 and 16. Ref DS 92988.

R,	 Page 5
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SERIAL NUMBER LISTING

13HP 22 IOHP 18
23 19
24 21
25 22
27 24
28 25
30 27
31 28
34 29
35 33

35
36

027-D1 248-D1
D2 D2
D3 D3

Fti

16HP 01 16HP 11
02 12
03 13
04 14
05 15
06 16
07 17
08 18
09 19
10 20
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0	 DESIGN INFORMATION RELEASE 2-•30400/RCC/9-0017
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NGINEERING TEST LABORATORY TEST REQUEST c •aosx
r

TIR. 1(0.. jQnn 	 .^.....^.,

page 1 of 3
TlTLSL DATi CHARGE NO,,

Tensile Strength Static Test of LaRC Ex ased 7-18-79 5804	 EAEE 1501
MODEL R6q. at' GROUP

RCC Specimens LESS C	 W. Payne 12-30400

o DATE DATA MKQ. MAN14OURS EST* ACTUAL

STA. T.L.
PROJCCT TEST ENGINEER APPROVAL. f sTR. T.L.

% 0A10. GRP.	 .
nn
'J, '	 7 %

W41 NBSSBS YES NO HRLY.

}INJT ASS1GNMrHT PROJECT
J CusTOMZR X

LAIC. SUS DEPT. RESP. FOR TEST 1 A0OJi'AT RY
OOMPAHY

X
IlsEtr4RiNCE

TOTAL.

N. H. Godbold	 D. W. Johnson R. 0. Scott	 14. Green G. Q. Whisenhunt. C. N. Webster

Dr. D. R.	 Rumpler (LaRC), D. J. Tillian (NASA-JSC)

P Gf.

pa1G^NV,QR

OF PDI

REVISION NOTICE DATE REVISION SCOPE
AND SIGNATURES RELEASED



ORtta1NAI PAGe 
is	 221 TQ00789

OF POOR QUALMY	 Page 2

	1.0	 PURPOSE

The purpose of the tests is to obtain the tensile strength of RCC

mateH al specimens that have been exposed to the combined environments of

temperature, pressure and stress by LaRC.

	

2.0	 DESCRIPTION OF SPECIMENS

Specimens will be fabricated by Manufacturing per the requirements of

ER too. 51001.363. Test type, specimen identification and machine details are

shown in Table 1.

	

3.0	 TEST PROCEDURES AND DATA REQUIREP4ENTS

The test procedures and data requirements are the same as those outlined

in the design allowables test ` ^requests shown in Table 1.

Flatness of each specimen is to be checked and any curvature ofspecimen

is to be measured and recorded.

	

4.0	 TEST SCHEDULE AND WITNESS

Test specimens will be supplied to the test laboratory by 1 August 1979.

Tests will be performed on 7 August 1979. The test date is to agree with the

date that Dr. D. R. Rummler from LaRC will be at Vought.

Tests wil l be witnessed by C. W. Payne, (Ext. 2149) and Dr. D. R.

Rummler.

a
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221TQ00789
Pane 3

'	 TABLE 1
f.	 1 0R1+4it4AL PAGE IS

OF 1pc)oR QUAD

TEST TYPE	 SPECIMEN ID.	 MACHINE	 TEST REQUEST
DETAIL	 REFERENCE

TENSION	 NO. 39-1	 DWG. 222 GT6016	 *;21TQ00233
DETAIL p	 TR74-59900-009

-2
-3
-4
-5
-6
-7

i NO. 39-8
t

No. 40-1

-3
-4

k

	

	 -5
r6
-7
-8

TEP1SIl11J	 No. 40-9	
ptTAIL2pGT601GTR744a9900-009

%
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DESIGN INFORMATION	 RELEASE 0.19041 At

QR1,q- !N L kG5 It
OF F-001t, QUAD.

r

MOO IC6101 ANO XFF# 01th NO. nRY.

Tensile Strength Static Test of LaRC 2-30400MC/9«fl 17
was on DO NUMrsN

n
Y#T M nRFR 0.00 NUMINRn 0AT19 4P

LESS 1	 04 EASE 1001 14 August 1974-70c] 6
FILL IN BLOCK BELOW FOR INFORMATION REQUEST

q
RILL IN BLOCK BELO W FO R INFORMAT ION RELEASETO

1RnALY TO 01A. NUMM_n

wit Q 0• Y 11R= d— GROUP

D. W. Johnson 2-51500
nRA9GN1 PRISPARM RV

^•
OATR CHRGKRO	 Y pAT%

/y^	 ?^ g , w, t^ . Pa
q V	 l.Y	 q NA3C	 CI NPRO

GROUP Pr OAT

ZVO

OAT[
`.

Q
,	

y
^L

G. B. Whisenhunt., M. Green, C. N. Webster, N. N. Godbold, Dr. D. R. RummiW (LaRC),

0 4 J. Ti111A. _( NA.FA-JSC) , N. L. Spence

REFERENCES:

(a) Vought CornOration Test Request Nn_ 221'!`QO0706 11Tnne i le Strength S ta ti 4
Test of LaRC Exposed RCC Specimens", dated 10 July 1979.

(b) Vougght 
Corpo aation Test Information Release TIR 79-59900-135 dated

(c) Fought Corporation Report No. 221RP00614, " Leading Edge Structural Sub,,-ystem
Mechanical Design Allowables for Material with Improved Coating System",
dated 15 July 1977.

Revision Notice
and Signatures

Date
Released

Revision Scope

l



2-30400/RCC/9-0017
Page 2

s

INTRODUCTION

Sixteen RCC tension specimens were loaded to failure on 7 and 8 August

. 1479. Testing was conducted at the Vought Corporation Structures and Systems

Laboratories according to the instructions of Reference (a). Test specimens

consisted of eight each of 19 ply and 33 ply material. Prior to the static

tension failing load test the specimens were subjected to a combined temper-
ature and pressure environment. One half of the specimens of each thickness

were subjected to tensile stress in combination with the temperature and
pressure environment. The 19 ply specimens were exposed to a high temperature
profile with maximum temperature of 2480°F. The 33 ply specimens were exposed
to a temperature profile with maximum temperature of 1115°F. The combined

exposure tests for all specimens were conducted at Langley Research Center (LaRC).

DISCUSSION

After completion of the combined environment tests the specimens were

delivered to Vought Corporation and final machined to the test configuration.

A sketch of the specimen is shown in Figute I. Some of the 19 ply specimens

were not completely flat with the maximum bow being .025 inches for specimen
39-6. While testing specimens 39 -1, 39-2 and 39-3 it was discovered that the

specimens were not seating properly in the 'loading blocks. The remaining

specimens were returned to the machine shop and the radius reworked to improve

the mating of the specimens to the loading blocks. Failure of all the specimens,
except ore, was similar in nature to failure of previously tested RCC tension
specimens. Specimen 40-4 did not fail in tension in the straight section.
Failure occurred as cracking of the coating and interlaminar shear of the sub-

strate in the region of a loading block. -As the failed,,sp6cimens were returned
to pr. D. R. Rummler (LaRC) immediately after completion of the tests, very
limited post test examination of the specimens were performed by Vought.

$t

SUMMARY

Specimen identification, total coating thickness, mass loss and tension

tests results are presented in Table I. The design allowables developed for

RCC material used on the Space Shuttle Orbiter Wing Leading Edge and hose Cap

are normalized for a material coating thickness of 0.06 inches, total both sides.
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In *der to make a comparison of the test results and the LESS RCC design

allowables, the test data tension strength of Table X was adjusted for a

total coating thickness of 0.06 inches. plots of the adjusted test values and

LESS RCC design allowable "A" values are shown in Figure H. The design

allowable "A"" value represents a minimum guaranteed value having 99 percent

probability and 95 percent confidence. As shown in Figure N no test specimen
failed at a tension stress below the design allowable "A"" value.
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rô i
3

Ĉ
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' secuhITY CLASSIFICATION (TYPE IN DIVISION NAME) *-^
,, p TOP SECRET	 q CONFIDENTIAL Vou ht Corporation

q SECRET	 ©UN-CLASSIFIED P.	 Box 22590
0

7 ® SHIPPING R6ou E6T
q CONFIDENTIAL • MOGIfiED HANDLING Dall as, Texas 75265 p SHIPPING MEMO

:' •,,	 CHECK ONK L _j	 q DEDIT MEMO

i
{

1+...
rTransportation Office

SHIP	 Bldg. 420 DATE	 6-27-80	 NUMBER	 RFS-RCC-210

TO	 NASA/Lyndon B. Johnson Space Center YouKINVOICt DATED AMOUNT
Hcuston, Texas 77058

REC.IItPOR(

r L J

r-Mark for: REIJRN E D FOR CREDIT

` Accountable Property Officer 807402 © RETURNED FOR CREDIT AND REPLACEMENT

CHARGE	 Purchase Request No. 8-1 22 -020
q REPAIR OR REWORK AT VENDOR ' S EXPENSE

TO:	 Contract No. NAS9 - 1 5685
HEPAIR OR REWORK AT OUR EXPENSErq

LJ REPAIR OR REPLACEMENT COVERED BY CUARANTEL
For Reissue to: MISCELLANEOUS (EXPLAIN) Contract

LDon J. Tillian/ES3	 13 208	 - 1 Deliveries

(Nave-
. INSPECTION REQUIREDt 	 LTV	 GOV'T.

q 	 q
CUs-.

q 	 See Not MATERIAL GLASS( (] HAZARDOUS	 g NON-HAZARDOUS

I	 f

RlaftR Tot Contract NAS9-15685 ACCOUNT NO. DELIVIJAY DATE DUE YOUR PO NUMBER

Akicles TV. V. V1 A MIT - 18-80
VIA Of L NO. PREPAID TERM!

NASA/JSC	 Fed. Express Priority I F.	 P.CO L L.KCT
RKJ, REPORT NO. OUR PO NUMBER STORKS REQ. GOVT CONTRACT	 ORDER NO, 6. O, NUMBER

NAS9-15685 3804-EAEE-6002
ONTRI T

;NOM
Q UANTITY PART NO. DESCRIPTION UNIT

PRICE
TpTl1l..r

AMOUNT

20 - RCC Test Samples, with Type A Coating
Enhancement, Serial 	 #Is:

A306-9 thru A306-14
A307- 1 thru A307-	 7
A308-9 thru A308-15

3.2 18 - RCC Test Samples with TEOS, Serial#'s: $200525

A306-1 thru A305-	 6
A307-9 thru A307-14
A308-1	 thru.A308-	 6	 I

ORIGINAL: PAO
OF

3.3 1 - Quality Control Logbooks

INSPECTION LAYOUT PRESERVATION PACKING	 PAIRI I E D INACCO"OANK WITH A R. S.P. 441.1

LTV	 COST Y//LTV CUST LTV COST LTV COST

SIGNATURE¢
Whisenhunt	 2-19200	 7475

OX NO. TYPE LGTH WIDTH HT. GROSSWT.	 E)	 UNIT	 EXT.

FOR SHIPPING USE ONLY
CHECK	 MJ.:R.R,	 comm. INV,	 HIP.,MEMO	 OAT[ SHIPPED
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TOP SECRET	 q CONFIDENTIAL
4ECIIET	 q UN-CLASSIFIED	 q SHIPPING REQUEST
CONFIDENTIAL • MODIFIED HANDLING	 q SHIPPING MEMO

CHICK ONE	 L	 J 0 DEBIT MEMO	 I

171 Transportation Office DATE 6-27-80	 NUMBER RFS-RCC-210

YOUR INVOICE DATKD	 AMOUNT	 MCC, REPORT

L .J
f

ARGE

Y

L

$PECTION REQUIRED q LTV q GOV'T. q CUtT.

q RETURNED FOR CWIOIT

q RETURNED FOR CREDIT AND REPLACEMENT
q REPAIR OR REWORK AT VENOOR'S EXPENSE
q REPAIR OR REWORK AT OUR EXPE45E

(3 REPAIR OR REPLACEMENT COVERED BY GUARANTEE
q MISCELLANEOUS (EXPLAIN)

MATERIAL CLASSS q HAZARDOUS q NON"HAZARDOUS

PER TO$ ACCOUNT Nb,	 . DELIVERY DATE DUE YOUR PO NUMBER

O , e, -	 VIA B+L NO. PREPAID TERMS

COLLECT

:J, REPORT NO, OUR PO NUMBER STORES REQ. GOV'T CONTRACT	 ORDER NO, G. O, NUMBER

'RACT
TEM QUANTITY PART NO. DESCRIPTION UNIT

PRICE
TOTAL

AMOUNT
N8.

..1 NOTE:	 Ship by For DD250.	 Final Inspection and Acceptance
will be accomplished by the Contracting Officer at N SA/JSC. f

See below for additional distribution of OD250:

2 Copies NASA/Lyndon B. Johnson Space Center
R & T Procurement Branch
Attn: Virginia Thompson/BC72 (9) ^_

Houston, Texas 77058 vt

2 Copies Transportation Officer ,^^'^'^^' ''
Bldg. 420 '0

1 Copy Don J. Tillian, Mail Code ES3

I Copy JSC Accountable Property Officer
Mail Code JF9

1 Copy JSC Cost and Property Accounting Branch
Mail Code BR5	 x 

A__
LAYOUT	 PRESERVATION	 PACKING	 AUTHORIZED IN ACCORDANCE WITH Ar.R, S,P, 441.1

LTV	 COST	 LTV	 CUST	 LTV	 CULT

INSPECTION

LTV	 CUST

SIGNATURE

G. B. Whisenhunt 2-19200 7475
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_
HT.	 GROSS WT.	 NAME ITrvE) UN IT EXT.

FOR SHIPPING USE ONLY
CHECK	 M.I.R.R.	 COMM. INV, W HIP, MEMO  D ATk^:HIP PEO'°.I

s
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COTIFICATE OF COMPLIANCE

Specimens supplied on Contract NAS9-15685 0 Purchase Request No. 8-122-020,
have been manufactured and tested to the requirements of applicable Vaught
Corporation specifications for-Reinforced Carbon-Carbon components. Noted
specimens comply with these requirements.

Specimens and Serial Numbers

A-305-9 thru 14
A-307-1 thru 7
A-308-9 thru 75

A-306-1 thru 6
A-3̂f

0/^77-9 thru 14
A^n-1l)m thrit 6

;f

F. J. Patterson
Quality Program Manager
Carbon-Carbon Hardware

x
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f,
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QUALITY ASS SURANCE REPORT.

NON DESTRUCTIVE EVALUATION

Ultrasonic, radiographic and eddy current thickness tests have been
performed on noted specimens and meet applicable specification requirements.

Coating thickness ranges From 0.020 - 0.034"

TEST RESULTS

Tube Furnace Test (2300 ° F, 6 hour duration)

S ep cimen	 Mass Loss	 Flex Strenoth

E2	 0.045 LBS/FT2 .	 91567 RT PSI

E4	 0.037 LBS/FT2 	139347 RT PSI,
ren nn1	 n irr7	 Is r -1nn n-r nnL/	 U.Ur`1 LBJ/I'I"	 1^*IdJ KI 1'J1

Average	 0.034 L ,BS/FT2	120699 RT PSI

I
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Post atta ce Sax 225907 • Dallas Texas 75265

2-19200/OL-582	 16 July 1980

To:	 National Aeronautics and Space Administration
Lyndon B. Johnson Space Center
Houston, Texas 77058

Attn:	 Mr. D. J. Tillian
Mail Code ES3

Subj:	 NASA Samples - Contract NAS9-15685

1.0 The contractural requirements of NAS9-1568x, hodification 35,
specify the fabrication and delivery of a minimurh of 27 and a maximum
of 48 test specimens. A total of 38 specimens will be delivered, 18
specimens with TEOS only and 20 specimens with Type A Coating Enhancement.

2.0	 The Quality Control log books will contain all of the pertinent
process data and the control panel test results for the TEOS specimens.
However, the Type A Coating Enhancement was applied to the specimens in the
Engineering Test Lab and the formal paperwork for the control panel tests
was not preparad for the ing hnnk^ The current production specification
.was used and the Type A treated hardware delivered meets all current
production specification requirements. The mass loss and flexure test data
are included below from the Type A control panel tests:

Specimen	 Temp., O F 	 Time, Hrs. Mass Loss, PSF
Fbu• PSI

E5	 2300°F	 12 -.0003 16,775
E6	 1000°F	 18 .0662 10,067

..
Manulaeturing--

G. 8. Whisenhunt rill, M2ML

Program Manager - Space Shuttle
Da Sj 1. w Pgals _ ..	 _.	 -... _ ...
Ccntio R^gmt. _^_^^ ..
IFRS Ino Prof.

DWJ/vng Materials
IESS Rua^.^

Pg m.ConUol(2l	 , ^^^^
RICA 0ualily
Proo. mgr.
RFCA Eng.rrol,
NO File

MCCSl1►
Rockwell R:os -m

i
y

s

s

s

Vought Corporation/an LTV company

J	 U 1.,y



SECURITY CLASSIFICATION	 ('-	 (TYPE IN DIVISION NAME)	 ORIGINAL PA 1$

q TOP f1fCN T q CONFIDENTIAL	 VOU h Corporatfion	
OF MM

j [3 S CI^iET	 [M UN -CLASSIFIED	 P.	 . BAX 2259Q7	 () SHIPPING REQUEST
q CONFIDENTIAL - MODIFIED HANDLING 	 Da ll as, Texas 76265	

L^ SHI

PPING MEMO

CHECK ONE	 L	 CI DIEIT MEMO

4

rNatiohal Aeronautics & Space Afth.

SHIP 	 Ames Research Center 	 DATE	 8-4-80	 NUMBER RFS-RCC-21$

TO	 Receiving Section 255-3
Order No. A-7]]256(LAM)	

YOUR INVOIerr DATC D 	 AMO UNT	 EEC. 1}EPd R T

Moffett Field Ca. 94035
L	 ..l
^--	 Q RETURNED FOR CREDIT

q RETURNE: FOR CREDIT AND REFLA,CEMENT

[3 REPAIR OR REWORK AT VENDOR 'S eXPFNSE
CHARGE	 REPAIR OR REWORK AT OUR EXPENSE
TO	 REPAIR OR REPLACEMENT COVERED BY GUARANTEE

MISCELLANEOUS (EXPLAIN) Test Samples
L	 J

INSPECTION REQUIRED$ q LTV q GOV'T. q CUST. X None MATERIAL_ CLASS. q HAZARDOUS Cj NONHAZARDOUS

RRFKR TO( ACCOUNT NO. DELIVERY DATE DUE
8- 6-80

YOUR PO NUMBER

A-711258	 ( LAhi)
P. O. N.	 VIA

U.P.S.	 Air

a L No. PREPAID TERMS
COLLECT

REJ. REPORT NO. OUR PO NUMBER STORKS RKQ- GOVT CONTRACT	 ORDER NO. R. O. NUMBER

3801 OAKS _1001

ONTRACT
ITEM
N0.

QUANTITY
--

PART NO. DESCRIPTION
UNIT

PRICE
TOTAL

AMOUNT

6 RCC Composites; 2.8 inch diameter 1500
samples, 19 pl,^$ TEOS treated

S/N's	 A-306-7, A306-8
A-307-15 9 A307-16
A-308-7 9 A308-8

2 4 - RCC composites; 2.8 inch diameter 1000
samples, TEOS treated and coated
with Type "A"

S/N's	 A-306-15, A-306-16
A-307-8, A-308-1'6

I SP[CTION LAYOUT PRESERVATION PACK ING AuT	 It	 IN AC	 RDANCE	 TH AER.	 P •+i.l

LTV	 CUST	 LTV	 I CUST	 LTY CUST LTV CUST

SIGNATURE

G. B. Whisenhunt 	 2-19200	 7473-.

^OXNO.	 TYP E 	LGTH WIDTH HT. GROSS WT. NAME (TYPE)	 UNIT	 EI<T. 

FOR SHIP PIN G USE ONLY
CHECK M.1-R.R. COMM. INV. SHIP, MEMO DATE SHIPPED

'REQUEST FOR SHIPMENT	 0.8767A Al
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NASA-JSC contract NASD-15685 with Yought Corporation was originally for

the delivery of 48 reinforced harbon-oarbon (RCC) test,sampleo and the

mechanical testing of 18 existing combino ,d-environmeht tension specimens. The

48 specimens were for mass lose characteristic tests perfbrmed at NASA-LaRC

under the direction of Dr. Donald M. Rummler. The basic contract has been

'	 modified ,several times to include application of Type A sealant to 18 of the

48 specimens, and more recently to fabricate advanced carbon-carbon (ACC)

specimens.

This DIR deals only with a portion of this contract: the mass loss

testing accomplished by NASA-LhRC on the majority of the 48 RCC test specimens.

2.0	 SPECIMENS
4

The 48 RCC samples were rectangles (1.7" x 6.7") 19-ply thick. All

were processed through the RCC densification steps, silicon carbide coated and

TEOS impregnated (RCC/Coated/TEOS). Eighteen of the 48 specimens were later

returned to Vought for incorporation of the Type A surface enhancement. These

18 specimens can be designated RCC/Coated/TEOS/Type A.

In terms of surface porosity, all 48 specimens tend toward being

non-porous.

3.0	 TEST CONDITIONS

Mass loss testing was accomplished in NASA-LaRC's multiple-parameter

facility. Some mass loss conditioniz*; was done at steady state conditions,

that is, constant temperature and pressure. Other specimens were exposed to

cyclical variations in temperature and pressure.

Three cyclic profiles were used. One with a peak temperature greater

than 1000°F; one with a peak temperature greater than 1300°F; one with a

peak temperature greater than 1600°F. These profiles were taken from the

-^	 thermal analysis of the Shuttle King 55% half span for the 14414.1C trajectory.
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,Nine separate steady state conditions were used: 0i1, 0 .3 and 1-0

atmgspheres preseuro at temperatures of 1200
0
F, 1400OF and 1600°F.

In LaRC's multiple-parameter facility, two test specimens and a control

apeoimen are exposed simultaneously. The control specimen is instrumented

with thermocouples) for temperature measurements

4,.0	 PEST RESULTS

NASA-LeRC furnished the mass loss data to Vought. These re milts are

presented herein. The data taken during the cyclic exposure are presented in

Figures 1 through 6. Figures 1 and 2 are the data taken during, 100 cycles

with a,peak temperature of 1644°F. Figuras 3 and 4 are the data taken over

100 cycles with a peak temperature of 1367 0F. Figures 5 and 6 present the

data taken during 100 cycles with a peak temperature of 10880F. On each

figure the data for one RCC/Coated/TEOS apecimen and one RCC/Coated/TEOS/Type

A spend - -. d n p 1 ^4-+nA _ Ala^. p1A'^".'f e is the pr^Ai l +aA mARA ZAaA banAd on
A O 6011"0 ti .1.3d.V 1I VvY •.	 ---.—.—

Vought's mass lose correlation for RCC/Coated/TEOS material and measured

temperatures and pressures.

Data taken at steady state conditions are presented in Figures 7

through 15• Again both TEOS and Type A specimens are shown with the

correlation for TEOS treated material. Two Type A treated specimens are shown

at 14000F, 0.3 atmosphere lend at 16000F, 0.3 atmosphere.

5.0	 DISCUSSION

The February 1978 correlation prediction plotted on each figure is

based on RCC/Coated/TEOS material and should only be compared directly with

the TEOS specimens. Tho: TEOS specimen data are shown as circles on each

figure. Looking first at the steady state data, there is good agreement

between the TEOS specimen and the prediction at 1200 0F, all pressures. At

14;OOoF there is good agreement at 0.3 atmosphere, ,but the prediction over

predicts the mass loss of these individual specimens at 0.1 atmosphere and 1.0

atmosphere. At 1600OF there is good agreement at all pressures.

P
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The mass loss of the Type A treated specimens is well below that of the

E t 	('	 non-Type A specimens at all temperatures and pressures.

a
In Figures 1 and 2 the correlation prediction under predicts the

measured mass loss of the TEOS treated specimens exposed to the 1644 0F peak

temperature profile. The correlation is suspected to be in error at 1600OF
because there was no 16000F data used in the determination of the

correlation constants. This is in the transition region between the rate

controlled mass Noss regime and the diffusion limited ;regime.

For that 13670F peak temperature profile the February 1978 correlation

again under predicts the measured mass loss, but not as much as at the higher
temperature profile. The prediction catches up at about 95 cycles.

For the low-temperature profile (1088 0F max), the prediction

correlation over predicts the mass loss of specimen 13HP35 (Figure 5) and
matches fairly well with the measured mass loss of suacimen 10HP28

-	 (Figure 6). This shows the scatter in the RCC/Coated/TEOS mass loss data.

NASA-baRC made the following observations based on,their examination of
the specimens and data:

1. The Type A enhanced specimens are superior (lower

mass loss) to the RCC/Coated/TEOS specimens in
every case.

1
2. One Type A enhanced specimen did not exceed 0.10

`pounds per sgdare foot mass loss after 100 cycles
to the most severe environment in the test series

(1088oF peak temperature ,cycle).

3. The RCC/Coated/TEOS material maintained its
integrity even after exceeding mass loss guide

lines.

4.

	

	
The data scatter appears to be less for the Type A

enhanced specimens than for the RCC/Coated/THOS

material.
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