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ABSTRACT 

The hydrochlorination of silicon tetrachloride with 
hydrogen and metallurgical grade (m,g.) silicon metal, 

3 SiC14 + H2 Si 4 SiHC13 

has been shown to be an efficient process to produce trichloro- 
silane. Trichlorosilane is presently the most widely used raw 
material for the production of high purity, polycrystalline 
silicon metal used by the electronics industry. It i s  also the 
starting material in the Union Carbide, silane-to-silicon 
process and in the Hemlock Semiconductor dichlorosilane chemical 
vapor deposition process to produce low-cost silicon metal for 
high efficiency solar cells. 

A research and development program was carried out to study 
the hydrochlorination reaction over a wide range of reaction 
conditions. Equilibrium constant and reaction kineticsmeasurements 
were made to provide the basis f o r  a theoretical study on the 
hydrochlorination process. Thermodynamic properties of the 
hydrochlori'nation reaction were also measured. The effects of 
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temperature, p ressure  and concentrat ion on t h e  equi l ibr ium 
were s tudied.  The v a r i a t i o n  of  K as a func t ion  

KP P 
constant ,  
o f  temperature provided a measurement on t h e  hea t  o f  reac t ion ,  
AH, f o r  the  hydrochlor inat ion process.  The r eac t ion  w a s  found 
t o  be s l i g h t l y  endothermic w i t h  a value ofAH equaled t o  10.4 
Kcal/mole ( S i ) .  Reaction kineticsmeasurements on the  hydro- 
ch lo r ina t ion  o f  SiC14 and m . g .  s i l i c o n  metal  were c a r r i e d  out 
over a wide range o f  temperature,  pressure and concentration. 
Theore t ica l  treatment of  t h e  experimental  r a t e  data showed t h a t  
the hydrochlor inat ion r eac t ion  followed apseudo- f i r s t  order 
k i n e t i c s .  The r a t e  constant ,  kl ,  f o r  t h e  pseudo-f i rs t  order r a t e  
equation w a s  measured over a wide range o f  r eac t ion  condi t ions.  
The v a r i a t i o n  o f  k l  as a func t ion  o f  temperature provided a 
measurement of  t h e  a c t i v a t i o n  energy, AE, f o r  t he  hydrochlo- 
r i n a t i o n  reac t ion .  The value o f  AE w a s  ca lcu la ted  t o  give 13.2 
Kcal/mole f rom a p l o t  of t h e  Arrhenius equation. 

The mechanism of  the  hydrochlor inat ion r eac t ion  w a s  a l s o  
inves t iga ted .  A small quar tz  r e a c t o r  w a s  constructed t o  study t h e  
deuterium k ine t i c s i so tope  e f f e c t s .  The r eac t ion  r a t e s  f o r  t he  
hydrochlorination o f  SiC14 and m . g .  s i l i c o n  metal i n  the  presence 
of  hydrogen and deuterium were measured under i d e n t i c a l  reac t ion  
condi t ions.  Resul ts  showed t h a t  no s i g n i f i c a n t  deuterium k i n e t i c s  
e f f e c t s  were observed. T h i s  suggested t h a t  hydrogen is not 
d i r e c t l y  involved i n  the  rate-determining s t ep .  A p laus ib le  
r eac t ion  mechanism f o r  t h e  hydrochlor inat ion r eac t ion  i s  proposed. 

A corrosion study w a s  c a r r i e d  out t o  evaluate  var ious mater ia l s  
o f  cons t ruc t ion  for t he  hydrochlor inat ion r eac to r  a t  500°C and 300 

psig.  Resul ts  showed t h a t  a s i l i c i d e  p ro tec t ive  f i l m  w a s  formed on 
the  metal surface.  Analyses o f  t h e  t e s t  samples by Scanning Electron 
Microscopy showed the  d i f fus ion  o f  s i l i c o n  i n t o  t h e  base metal .  
A p l aus ib l e  corrosion mechanism o f  metals and a l l o y s  under t h e  
hydrochlorination r eac t ion  enviroment i s  proposed. Results o f  t h i s  
study showed t h a t  s t a i n l e s s  s t e e l ,  Incoloy 800H and Hastel loy B-2 
a r e  s u i t a b l e  ma te r i a l  o f  cons t ruc t ion  f o r  t he  hydrochlor inat ion 
r eac to r .  

ii 
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I. SUMMARY 

A basic 
to study the 
hydrogen and 
trichlorosilane, 

research and development program was carried out 
hydrochlorination of silicon tetrachloride with 
metallurgical grade (m.g.) silicon metal to form 

3 SiC14 + 2 H2 + Si a 4 SiHC13 

This reaction was shown to be an efficient process to produce 
SiHC13. Trichlorosilane is presently the most widely used raw 
material for the production of polycrystalline silicon metal 
used by the electronics industry. It is also the starting 
material in the Union Carbide, silane-to-silicon process and 
in the Hemlock Semiconductor dichlorosilane chemical vapor 
deposition process for the production of low-cost, solar grade 
silicon metal for high efficiency solar cells. A l l  these silicon 
processes based on trichlorosilane as starting material also 
produce SiC14 as the major by-product. While the hydrochlo- 
rination reaction produces trichlorosilane, it also consumes 
silicon tetrachloride, a by-product generated from these silicon 
processes. Thus, the hydrochlorination reaction provides a mean 
to recycle the by-product SiC14 and it also fits perfectly into 
a closed-loop process scheme for the production of high purity 
silicon metal. 

A laboratory scale reactor was constructed to collect 
experimental data on the hydrochlorination reaction over a wide 
range of reaction conditions. The reaction was studied at 
temperature range of 350°C to 700"C, pressure range of 0 to 
300 psig and concentration range at H,/SiC14 feed ratio of 1 t o  

5. The hydrochlorination of SiC14 and m.g. silicon metal is a 
typical equilibrium reaction. The equilibrium constant, K was 
measured as a function of temperature, pressure and concentration. 
The effect of temperature on the equilibrium constant was 
studied over a temperature range of 500°C to 7OOoCe The equili- 
brium constant increased with increasing temperature. The heat 
of reaction,AH, was determined by the Second Law Method. The 

P' 
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H w a s  ca lcu la ted  t o  give 10,4 Kcal/mole ( S i )  by p l o t t i n g  
the logarithm of  K versus  the  inversed temperature,  1/T, i n  the  
V a n ' t  Hoff  equation. Thus, t h e  hydrochlorination i s  a s l i g h t l y  
endothermic process ,  The equi l ibr ium constant  w a s  a l s o  measured 
a s  a func t ion  o f  concentrat ion over a range of  H2/SiC14 feed 
r a t i o  o f  1 t o  5. I n  agreement with theory,  t he  equi l ibr ium 
constant  remained constant within experimental  e r r o r  w i t h  respec t  
t o  t he  varying H2/SiC14 feed r a t i o s .  On t h e  o ther  hand, the  
e f f e c t  o f  pressure on the equilibrium constant w a s  found t o  be 
more complex. The equilibrium constant ,  K did not  remain 
constant with r e spec t  t o  t h e  varying pressures .  A l a r g e r  K value 
was observed a t  t h e  higher pressure range o f  150 p s i g  t o  500 psig.  

P 

P' 
P 

Reaction k ine t ics  measurements on t h e  hydrochlor inat ion o f  
SiClq.  and m . g .  s i l i c o n  metal  were c a r r i e d  out over a wide range 
of r eac t ion  condi t ions,  A k i n e t i c  model w a s  developed t o  f i t  the  
experimental  r a t e  data .  Resul ts  o f  t h i s  t h e o r e t i c a l  study showed 
t h a t  t h e  hydrochlorination r eac t ion  followed the  pseudo-f i rs t  
order  k i n e t i c s .  A r a t e  equation w a s  developed. The r a t e  constant ,  
kl ,  f o r  the  pseudo-f i rs t  o rder  r a t e  equation w a s  measured as a 
func t ion  o f  temperature,  pressure and concentration. The e f f e c t  
o f  temperature on the  r a t e  constant  w a s  s tud ied  over a temperature 
range o f  450*C t o  550°C. The r a t e  constant  increased w i t h  
increas ing  r e a c t i o n  temperature.  T h i s  i s  i n  agreement with the  
previous experimental  study which showed a f a s t e r  r eac t ion  r a t e  
a t  a higher  r e a c t i o n  temperature. The a c t i v a t i o n  energy, AE, f o r  
the  hydrochlor inat ion r e a c t i o n  w a s  determined f rom the  Arrhenius 
equation t o  g ive  a value o f  13.2 Kcal/mole by p l o t t i n g  the  
logarithm o f  kl versus  t h e  inversed temperature,  1/T. The e f f e c t  
o f  pressure on t h e  r eac t ion  r a t e  was a l s o  s tudied.  The r a t e  
constant decreased w i t h  increas ing  pressure i n d i c a t i n g  a slower 
r eac t ion  r a t e  a t  higher  pressures .  The e f f e c t  of SiC14 and H2 
concentrations on the  hydrochlor inat ion r eac t ion  w a s  s tud ied  
over a range o f  H2/SiC14 feed  ra t ios  o f  1 t o  5. Resul ts  o f  t he  
rate constant  measurements showed t h a t  t h e  r e a c t i o n  r a t e  increased 
a t  a higher  concentrat ion o f  hydrogen gas. The e f f e c t  of  pressure 
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and the effect of hydrogen concentration on the rate constant 
suggested that the hydrochlorination reaction is also a 
diffusion-controlled process. 

The reaction mechanism for the hydrochlorination process 
was investigated, The kineticsisotope effects of deuterium on 
the hydrochlorination of SiC14 and m.g. silicon metal were 
studied in a small quartz reactor at atmospheric pressure. 
Reaction kineticsmeasurements were carried out at 420°C and 
45O0C, respectively. The relative reaction rates between 
hydrogen and deuterium were measured under identical reaction 
conditions. Results of this study showed that there was no 
significant deuterium kinetics isotope effect observed in the 
hydrochlorination reaction of SiC14 and m.g. silicon metal. 
In this respect, one might rule out hydrogen being directly 
involved in the rate-determining step. The adsorption of SiC14 
on the silicon metal surface to form an activated species might 
be the rate-determining step which appeared to fit the results 
of the reaction kineticsmeasurements and of the deuterium 
kineticsisotope effect study. A plausible reaction for the 
hydrochlorination process is proposed. 

A corrosion study was carried out to evaluate a number 
of materialsof construction for the hydrochlorination reactor. 
This study was originally carried out to support the engineering 
design work at Union Carbide Corporation (under JPL Contract 
No. 954334). Samples of conventional metals and alloys were 
tested and evaluated in a two inch-diameter hydrochlorination 
reactor at 5OO"C, 300 psig. Materials included carbon steel, 
nickel, copper, Alloy 400 (Monel), Type 304 stainless steel, 
Incoloy 800H and Hastelloy B-2. Results of the corrosion study 
showed that a silicide protective film was formed on the metal 
alloy surface. As a result, all the test samples achieved a 
weight gain. The presence of this silicide protective film 
protected the metal reactor wall exposed to the hydrochlorination 
reaction enviroment. Analysis of the test samples by Scanning 
Electron Microscopy confirmed the diffusion of silicon into 



t he  base metal  t o  form the  s i l i c i d e  p ro tec t ive  f i l m .  The s i l i c o n  
which w a s  deposited onto the  metal  sur face  from t h e  reversed 
hydrochlor inat ion r eac t ion  combined w i t h  t h e  me ta l l i c  elements 
i n  t h e  a l l o y  t o  form the  var ious  meta l - s i l i con  phases. The 
continuous growth of t h e  s i l i c i d e  f i l m  t o  form a t h i c k  sca l e  on 
the  r e a c t o r  w a l l  over a long period o f  time cons t i t u t ed  a p o t e n t i a l  
corrosion problem, Resul ts  of t h e  Scanning Electron Microscopic 
ana lys i s  showed t h a t  a l l o y  i s  more r e s i s t e n t  t o  s c a l e  growth 
than those o f  t h e  pure metals.  Furthermore, a l l o y s  containing 
high melting point  elements, such as chromium and molybdenum, 
a r e  h ighly  r e s i s t e n t  t o  s ca l e  growth. Resul ts  of  t h e  corrosion 
study showed t h a t  s t a i n l e s s  s t e e l ,  Incoloy 800H and Hastel loy 
B-2 a r e  s u i t a b l e  mater ia lsof  cons t ruc t ion  f o r  t h e  hydrochlor inat ion 
reac tor .  A corrosion mechanism of metals and a l l o y s  i n  the  hydro- 
ch lor ina t ion  r e a c t i o n  enviroment i s  a l s o  proposed. 

4 
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I1 INTRODUCTION 

The JPL Contract No, 956062 to Solarelectronics, Inc. is 
part of the Advanced Materials Research Task under the Flat- 
Plate Solar Array Project managed by the Jet Propulsion 
Laboratory, California Institute of Technology. The basic 
research and development contract covered the period from 
July 9 ,  1981 to April 8, 1983. 

The hydrochlorination of SiC14 and metallurgical grade 
(m.g.) silicon metal is the front end step in the Union Carbide 
silane-to-silicon process'l'developed under the JPL Contract 
No. 954334. The Union Carbide process may be represented by the 
following reaction sequences. 

(1) 3 SiC14 + 2 H2 + Si (m.g.1 4-. + 4 SiHC13 

3 SiH2Cl2= 2 SiHCl 3 + SiH4 (3) 

+ 2 H2 + Si (solar) (4) SiH4 A 

The hydrochlorination reaction (Equation 1) completes the 
closed-loop process scheme by recycling the by-products, SiC14 
and H2. The overall process merely becomes a purification 
scheme to convert impure m.g. silicon metal to the high purity, 
solar grade silicon metal for high efficiency solar cells. 

chemical vapor deposition (CVD) process ('' developed under 
the JPL Contract No. 955533 utilizes the first two steps of 
the Union Carbide process to produce dichlorosilane. The 
SiH2C12 is then decomposed in a Siemens type CVD reactor to 
produce the high purity, solar grade silicon metal for high 
efficiency solar cells. Again, the hydrochlorination reaction 
(Equation 1) completes the closed-loop scheme by recycling the 
SiC14 by-product generated in the dichlorosilane synthesis 
step and in the CVD reactors. 

Similarly, the Hemlock Semiconductor dichlorosilane 

5 
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A previous study at the Massachusetts Institute of Technology ( 3 )  

under the JPL Contract No, 955 382 has shown that the hydrochlo- 
rination reaction is an efficient process to make SiHCl Trichlor- 
silane is presently the most widely used raw material for the 
production of polycrystalline silicon metal by the Siemens type 
manufacturing process. The Siemens process also produces SiC14 as 
a major by-product. While the hydrochlorination reaction produces 
the needed SiHC13, it also consumes SiC14. Thus, the hydrochlo- 
rination reaction provides a mean to recycle by-product and to 
improve the raw material utilization efficiency for the Siemens 
type process practised by the electronics industry to-day. 

3" 

The experimental study carried out at Solarelectronics, Inc. 
on the hydrochlorination of SiCl,+ and m.g. silicon was initially 
designed to supplement the engineering process development 
activities for the Experimental Process System Development Unit 
(EPSDU) by Union Carbide. The initial effort included optimization 
of the reaction conditions and a comprehensive corrosion study 
to evaluate materialsof construction for the hydrochlorination 
reactor. As the importance of the hydrochlorination reaction 
became more evident to other manufacturing processes for low-cost 
silicon metal, the scope of this research and development effort 
was expanded to cover a wide range of reaction conditions. The 
objective is to generate basic reaction kinetic and engineering 
data so that the potential application of the hydrochlorination 
process for the production of high purity, solar grade silicon 
metal can be fully evaluated. This experimental study also 
produced the needed data for a theoretical study to provide a 
basic understanding of the hydrochlorination reaction. The 
theoretical study included the measurement of thermodynamic 
functions for the hydrochlorination reaction and the development 
of a rate equation to fit the experimental rate data. Based on 
the results of these studies, a plausible reaction mechanism for 
the hydrochlorination process is proposed. 

6 
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111. DISCUSSIONS 

The reaction of SiC14 and SiHCl with hydrogen gas at high 3 
temperatures to deposit silicon metal has been extensively 
studied. It is the basic reaction for the chemical vapor 
deposition (CVD) of silicon in the Siemens type process f o r  
the production of polycrystalline silicon metal. The reaction 
equilibria in such a silicon-hydrogen-chlorine system are 
well-established (" 5 ) ,  Depending on the reaction conditions, 
such as temperature and the Cl/H ratio, the reversible reaction 
can be made to deposit silicon ( e . g .  the CVD processes) or to 
consume silicon (e.g. the hydrochlorination reaction). The 
hydrochlorination of SiC14 with hydrogen and m.g. silicon metal 
involves the same elements as the silicon-hydrogen-chlorine 
system in the Siemens process. However, the reaction temperature 
of about 5OO0C for the hydrochlorination reaction is much lower 
than that of the Siemens CVD process ( l , O O O ° C  - 1,200'C). The 
reaction conditions for the hydrochlorination reaction are so 
chosen as to maximize the formation of SiHCl Other than 
unreacted SiC14 and hydrogen, SiHCl is the only major product 
present in the reaction mixture. Only a small amount of by- 
products, SiH2C12 (0.1 - 0 .5%)  and HC1 (0.1 - 0.3%) are present 
under normal reaction conditions. Although the reaction 
mechanism is much more complex, the hydrochlorination of SiC14 
and m.g. silicon metal may be written as, 

3' 
3 

3 SiC14 + 2 H2 + Si 3- 4 SiHC13 (1) 

to show the stoichiometry of the overall reaction. 

Interestingly, this reaction was first observed by 0. Ruff 
and K. Albert ( 6 )  in 1905. In their study on the thermo- 
decomposition of SiHCl they reported a reaction identical 
to the reverse of Equation (1). The hydrochlorination reaction 
was later studied by Union Carbide in their Tonawanda Laboratory 
in the late 1940 and it formed the basis of the closed-loop, 
silane-to-silicon process developed under the JPL Contract No. 
954334. This reaction was further studied at the Massachusetts 

3' 
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I n s t i t u t e  of  Technology ‘ 3 )  under the JPL Contract N o ,  955382. 

A ,  The Hydrochlorination Apparatus 

The one inch-diameter s t a i n l e s s  s t e e l  r eac to r  system con- 
s t ruc t ed  a t  the  Massachusetts I n s t i t u t e  of  Technology under t h e  
JPL Contract No. 955382 w a s  t r a n s f e r r e d  t o  Solare lec t ronics ,  Inc.  
t o  f u r t h e r  t he  s t u d i e s  on t h e  hydrochlorination reac t ion .  This 
apparatus w a s  ex tens ive ly  modified t o  f o r m  a two inch-diameter 
r eac to r  system which i s  schematically shown i n  Figure I. A 
constant f l o w  o f  hydrogen gas f rom a s tandard cy l inder  is metered 
through a f i n e  needle valve.  The gas f lowrate  is measured by a 
mass flowmeter. The hydrogen pressure i s  cont ro l led  by a pressure 
regula tor  which i s  s e t  a t  about 30 ps ig  above the  se l ec t ed  
r eac to r  pressure f o r  the hydrochlor inat ion reac t ion .  The bP 
provides the  d r iv ing  force f o r  t h e  gaseous f l o w  through t h e  
r eac to r  system. The hydrogen gas is  dispersed i n t o  a l i q u i d  
column o f  SiC14 contained i n  a s t a i n l e s s  s t e e l  cy l inder .  The 
SiCILl  l i q u i d  i s  heated by c i r c u l a t i n g  a hea t  t r a n s f e r  f l u i d  
through the hea t ing  jacket  on the  s t a i n l e s s  s t e e l  cyl inder .  
Since the  vapor pressure o f  SiC14 i s  constant  a t  a given tem- 
perature ,  the des i red  H2/SiC14 feed r a t i o  can be conveniently 
se lec ted  by ad jus t ing  the  SiCllc l i q u i d  temperature and by the  
applied hydrogen gas pressure.  The gaseous H 2 / S i C 1 4  mixture i s  
then fed  i n t o  the  bottom of the  two inch-diameter hydrochlo- 
r i n a t i o n  r e a c t o r  through heat- t raced connecting tubes.  The 
r eac to r  tube i s  made of  Type 304 s t a i n l e s s  s t e e l .  The r eac to r  
i s  charged 862 g. (718 c . c . )  32 x D (32 mesh t o  dus t )  m . g .  
s i l i c o n  metal t o  fo rm a mass bed of  about 18 inches high. The 
r eac to r  tube i s  heated by fou r  va r i ab le  s e c t i o n a l  hea t e r s  which 
can be ind iv idua l ly  adjusted so  as t o  g ive  a uniform temperature 
along the  r e a c t o r  tube. A Nichrome wire e l e c t r i c a l  hea t e r  
uniformly wound along the e n t i r e  r e a c t o r  tube serves  as the  
cont ro l  hea te r  t o  keep r e a c t o r  a t  a constant  temperature f o r  
the  hydrochlorination reac t ion .  The arrangement o f  these  hea te r s  
is  shown i n  Figure 11. The r eac t ion  temperature i s  cont ro l led  
by a temperature c o n t r o l l e r  with thermocouple loca ted  in s ide  the  

8 



reactor tube at about the mid-point of the silicon mass bed, 
The two inch-diameter hydrochlorination reactor is a fluidized- 
bed design with a 5-orifice grid plate located at the bottom 
of the reactor tube as schematically shown in Figure 11. The 
gaseous H2/SiC14 mixture passes through a pre-heater and is 
dispersed into the silicon mass bed through the grid plate. 

The reaction product mixture coming out of the hydrochlo- 
rination reactor is analyzed by the in-line gas chromatograph 
(G.C.). The in-line G.C. is directly connected to the outlet 
of the reactor tube as shown in Figure I. The in-line arrange- 
ment provides instantaneous analysis of the reaction mixture. 
A gaseous sample from the reactor is drawn into the sample 
l o o p  through a needle valve and a filter arrangement. A l l  the 
connecting tubings are heat-traced so that the sample is 
maintained in a homogeneous vapor state. The sample is then 
injected into the G.C. column by turning the G.C. sampling 
valve. The dual G.C. columns are made of 1/8 inch O.D. x 12 
feet stainless steel tubing packed with 5% SE-30 silicone gum 
stationary phase on 150 mesh Chromosorb W. A standard hot wire 
detector is used for the analysis. The G.C. spectrum is recorded 
and analyzed by the Hewlett-Packard Model 33808 Recorder/ 
Integrator. The in-line arrangement eliminates the need for 
external sampling and avoids the contact of the reactive 
chlorosilane sample with moisture in the atmosphere. The G.C. 
analysis gives the mole % conversion of SiHCl 
SiC14. Small amounts of by-product SiH2C12 (0.1 - 0.5%) is 
also detected by the G.C. analysis. The hydrogen gas is not 
analyzed by the gas chromatograph. However, its concentration 
can be readily calculated. In the reaction kinetic measurements, 
the SiHCl conversion (expressed in mole % based on total 
chlorosilanes) is measured as a function of residence time. 
The residence time is varied by changing the H2/SiC14 feedrate 
and the reaction product composition is analyzed by the G.C. 

and the unreacted 3 

3 

The chlorosilane product mixture coming out of the reactor 
is condensed by the low temperature condenser. The condenser 

9 
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is cooled by circulating a coolant from a Dry-Ioe bath through 
the jacket on the condenser, The condenser temperature can be 
maintained at -65 ‘C * The non-condensable hydrogen gas is passed 
through a scrubber filled with a solution of sodium hydroxide 
to remove the trace amount of HC1 and residual chlorosilane 
which may escape the low temperature condenser. The remaining 
hydrogen gas is safely disposed. 

B. Reaction Kinetic Measurements 

Previous experimental studies ( 3 )  on the hydrochlorination 
of SiC14 and m.g. silicon metal were carried out within a rather 
narrow range of reaction conditions. These earlier experimental 
works were primarily designed to support the engineering develop- 
ment effort carried out by Union Carbide on the 100 MT/year EPSDU. 
The operating conditions for the hydrochlorination process were 
selected’by Union Carbide at about 500°C and 500 psig. Previous 
experimental data on the hydrochlorination reaction were mostly 
collected at the high pressure range of 300 psig and 500 psig. 
To expand the study on the effect of pressurer experiments were 
carried out at the lower pressure range o f  25 psig, 100 psig, 
150 psig and 200 psig, respectively. The reaction temperature 
was also expanded to cover a wide range from 350°C to 7OO0C. 
The effect of concentration on the hydrochlorination reaction 
was studied at the expanded range of H2/SiC14 feed ratio of 1 
to 5. Results of these reaction kinetic measurements are 
summarized in the following discussions. 

(1) Effect of Pressure on the Hydrochlorination Reaction 

Since the hydrochlorination of SiC14 and m.g. silicon metal 
to form SiHCl results in a net volume contraction, 3 

3 SiC14 + 2 H2 + Si = 4 SiHC13 

a higher pressure shall produce a higher equilibrium conversion 
of SiHCl Experimental results previously obtained on the hydro- 
chlorination reaction (3 ’  are in agreement with the thermodynamics 

3 ”  
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pred ic t ion ,  Howeverp thermodynamic p r o p e r t i e s  do n o t  p rescr ibe  
r eac t ion  k i n e t i c s .  A small pressure e f f e c t  on t h e  r e a c t i o n  r a t e ,  
i . e . ,  the  r a t e  a t  which t h e  hydrochlor inat ion r eac t ion  reaches 
i t s  equi l ibr ium SiHCl conversion, w a s  noted i n  the  previous 
experimental  s t u d i e s  a t  300 ps ig  and a t  500 ps ig .  The e f f e c t  
o f  pressure wassystematical ly  s tud ied  over a wide range o f  
r e a c t i o n  parameters. 

3 

A s e r i e s  o f  experiments w a s  c a r r i e d  out a t  4 5 O o C  with a 
H2/SiC14 f e e d  r a t i o  of 2.0 and a t  var ious  pressures  o f  25 ps ig ,  
100 psig,  150 p s i g  and 200 psig,  r e spec t ive ly .  Resul t s  of t h i s  
s e r i e s  of experiments a r e  summarized i n  Table 1 (25 p s i g ) ,  
Table I1 (100 p s i g ) ,  Table I11 (150 p s i g )  and Table IV (200 
p s i g ) .  Data i n  these  f o u r  t a b l e s  a r e  a l s o  presented i n  Figure 
I11 by p l o t t i n g  the  % SiHCl conversion ve r sus  residence t i m e .  
A s  p red ic ted  by thermodynamics, r e s u l t s  i n  Figure I11 show t h a t  
a higher  pressure  produces a h igher  conversion o f  SiHCl c lose  
t o  equi l ibr ium at  long residence t imes.  On the  o t h e r  hand, 
t h e  r eac t ion  rates a r e  no t i cab le  slower at  h igher  pressures .  
F o r  example a t  25 ps ig ,  the k i n e t i c  curve i n  Figure I11 starts 
l e v e l i n g  o f f  ( reaches equi l ibr ium) a t  about 60 seconds 
residence t ime. A t  p ressures  over 100 ps ig ,  t he  hydrochlo- 
r i n a t i o n  r e a c t i o n  i s  far  f r o m  equi l ibr ium a t  60 seconds 
residence time as shown i n  Figure 111. 

3 

3 

Another s e r i e s  o f  experiments on t h e  hydrochlor inat ion o f  
SiC14 and m . g .  s i l i c o n  metal w a s  c a r r i e d  out a t  a h ighe r  
temperature o f  5 O O * C  w i t h  t he  same H2/SiC14 feed r a t i o  of 2.0 
and a t  t h e  same pressure range o f  25 ps ig ,  100 ps ig ,  150 ps ig  
and 200 ps ig ,  r e spec t ive ly .  Resul t s  o f  t h e  r e a c t i o n  k i n e t i c s  
measurements a r e  summarized i n  Table V, Table VI, Table VI1 
and Table VIII, r e spec t ive ly  f o r  t h e  25 psig,  100 ps ig ,  150 
p s i g  and 200 p s i g  experiments. Data i n  these  f o u r  t a b l e s  a r e  
a l s o  presented i n  Figure IV by p l o t t i n g  the  5 SiHCl 
versus  residence time. The p r o f i l e  of t h e  k i n e t i c  curves i n  
Figure IV are similar t o  those i n  Figure I11 t o  show the  same 
e f f e c t  on t h e  hydrochlorination'  r e a c t i o n .  The gene ra l ly  h igher  

conversion 3 

SiHCl conversion a t  500'6 i n  Figure IV i s  t h e  combined r e s u l t s  3 



o f  t h e  pressure e f f e c t  and the  temperature e f f e c t ,  A higher  
r eac t ion  temperature produces both a f a s t e r  r eac t ion  r a t e  and 
a higher  equilibrium conversion o f  SiHCl For example, the 
r eac t ion  a t  25 p s i g  gave an equi l ibr ium conversion o f  a b o u t  18% 
S i H C 1 3  a t  5OO0C (Figure I V ) .  A t  4 5 O o C ,  t he  equi l ibr ium conversion 
o f  SiHCl i s  only 16% a t  t h e  same pressure o f  25 ps ig  (Figure 111). 
A l s o ,  the  r a t e  o f  approaching equi l ibr ium a t  500°C is f a s t e r  than 
t h a t  a t  450'C. F o r  example, the r eac t ion  t akes  about 15 seconds 
residence time t o  reach 9% o f  i t s  equi l ibr ium SiHCl conversion 
(0 .9  x 18% = 16.2%) a t  500'C. A t  45OoC, the  same reac t ion  
requi res  about 26 seconds residence time t o  reach the  same 90% 

equilibrium SiHCl conversion (0.9 x 16% = 14.4%). The e f f e c t  
of  temperature on the  hydrochlorination r eac t ion  i s  f u r t h e r  
s tud ied  i n  the  following experiments. 

3" 

3 

3 

3 

( 2 )  Ef fec t  o f  Temperature on the  Hydrochlorination Reaction 

A s e r i e s  o f  experiments w a s  c a r r i e d  out t o  study the  e f f e c t  
of  temperature on t h e  hydrochlorination r eac t ion  a t  100 ps ig  
w i t h  a H 2 / S i C 1 4  feed r a t i o  o f  2.0 and a t  the  lower temperature 
range o f  350°C and 400°C t o  supplement t h e  r eac t ion  k i n e t i c s  data 
obtained a t  45OoC and 500'C i n  Sect ion B (1). Resul ts  of  these  
two experiments a r e  summarized i n  Table I X  and Table X f o r  t h e  
r eac t ion  kinetics data obtained a t  350'C and 4 0 O C C ,  respec t ive ly .  
The ra te  data obtained a t  these  four  temperatures a r e  a l s o  
presented i n  Figure V by p l o t t i n g  t h e  % SiHCl conversion versus  
residence time. Resul ts  i n  Figure V show the  evidence of  a l a rge  
temperature e f f e c t  on the hydrochlor inat ion reac t ion .  The k i n e t i c s  
curves a t  500°C and 4 j O o C  l e v e l  o f f  at  the  equilibrium conversion 
of  SiHCl 
f rom reaching equilibrium wi th in  the  residence time sca l e  as 
shown i n  Figure V. A s  previously observed, a higher  r eac t ion  
temperature g ives  both a faster r eac t ion  r a t e  and a higher  
equilibrium conversion o f  SiHCl 
hydrochlor inat ion r eac t ion  reaches 90% o f  i t s  equi l ibr ium SiHCl 
conversion i n  about 35 seconds residence time. A t  4 5 O o C ,  about 
68 seconds residence time i s  needed f o r  t h e  hydrochlorination 

3 

while the  k i n e t i c  curves a t  400°C and 350°C a re  far 3 

F o r  example a t  500°C, the  3' 
3 

12 



reaction to achieve the same 90% equilibrium conversion. At 
500°C, the equilibrium conversion of SiHCl 
higher than that of the equilibrium SiHCl 3 

is about 2% to 3% 
conversion at 450°C. 

3 

(3) Effect of Concentration on the Hydrochlorination Reaction 

The effect of hydrogen and SiC14 concentration on the 
hydrochlorination of SiC14 and m.g. silicon metal was studied 
at 100 psig and at 500°C. The reaction temperature and pressure 
were kept constant while the hydrogen concentration was increased 
at the H2/SiC14 feed ratio of 1.0, 2.0, 2.8, 4.0 and 4.7, 
respectively. Results of these experiments are summarized in 
Table XI { l . O ] ,  Table VI (2.0), Table XI1 (2.8), Table XI11 (4.0) 
and Table XIV (4.7). The reaction kinetics data in these Tables 
are also presented in Figure VI by plotting the SiHCl 
conversion versus residence time. As results in Figure VI show, 
a higher H2/SiC14 feed ratio produces a higher conversion of 
SiHCl close to equilibrium. This is expected from the equilibrium 
reaction, 

3 

3 

3 SiC14 + 2 H2 + Si *s 4 SiHC13 

An increase of the H2/SiCl,4 feed ratio corresponds to an increase 
of the hydrogen partial pressure in the hydrochlorination 
reactor, Since hydrogen is consumed to form SiHCl a higher 
partial pressure of hydrogen gas will drive the equilibrium 
toward the right hand side of the equation to produce more 

3' 

C. Kinetic Modeling of the Hydrochlorination Reaction 

The hydrochlorination of SiC14 with hydrogen and m.g. 
silicon metal is a typical equilibrium reaction which is 
illustrated in Figure VII. A mixture of SiC14 and H2 is reacted 
in a mass bed of m.g. silicon metal to form SiHCl At time 
zero, no trichlorosilane is produced. As the residence time 
increases, the conversion of SiHCl also increases at the early 
stage of the hydrochlorination reaction. As the reaction 

3' 
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approaches equilibrium at long residence times, the SiHCl con- 
version levels off, The kinetic curve for the hydrochlorination 
reaction in Figure VI1 may be looked at as two distinct parts. 
The equilibrium plateau of the kinetic curve may be considered 
as the thermodynamic properties of the hydrochlorination reaction. 
The equilibrium compositions are predictable from known thermo- 
dynamic parameters. The measurements of the equilibrium constant 
as a function of temperature provide a mean to determine an 
important thermodynamic function,AH, the heat of reaction for 
the hydrochlorination process. The curve at the left hand side 
of the equilibrium plateau is the kinetic curve which is 
characteristic of the hydrochlorination reaction. The kinetic 
curve describes the rate of reaction, i.e., the rate at which 

3 the hydrochlorination reaction reaches its equilibrium SiHCl 
conversion. 

3 

The hydrochlorination of SiC14 and m.g. silicon metal is 
strongly affected by the reaction temperature and, to a lesser 
extend, by the pressure and the concentration parameters. In 
the following theoretical study, the equilibrium constnat, K 
is calculated from the equilibrium compositions obtained from 
the hydrochlorination experiments. The variation of the 
equilibrium constant as a function of temperature provides a 
measurement on the heat of reaction,AH, for the hydrochlo- 
rination process. Equilibrium constant measurements were also 
carried out as a function of concentration and pressure. Results 
are discussed in Section C. In the reaction kinetics measurements, 
the rate of formation of SiHCl wasmeasured as a function of 3 
residence time. A rate equationwas developed to fit the experi- 
mental kinetic curve. The rate constant, kl, for the rate 
equationwasmeasured as a function of temperature, pressure and 
concentration. Variation of the rate constant as a function of 
temperature provides the measurement on the activation energy, 
AE, for the hydrochlorination reaction. Results of these rate 
constant measurements are discussed in Section D. 

P’ 
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D. Equilibrium Constant and Thermodynamic Functions 

The equilibrium constant for the hydrochlorination reaction, 

3 SiC14 + 2 H2 i Si 4 SiHC13 

is calculated in accordance with the stoichiometry of the over- 
all reaction. The equilibrium constant, K, based on the mole 
fractions of reactants and products is defined as 

4 (SiHCl ) 

( sic141 ( H2 2 
K =  

The activity (concentration) of elemental silicon is taken as 
unity. The equilibrium constant, 
partial pressure of reactants and products is similarly given by, 

, expressed in terms of KP 

The partial pressure, p, is obtained by multiplying the mole 
fraction with the total pressure, P. Thus, 

The equilibrium constantsweremeasured as a function of tem- 
perature, concentration and pressure. Results are discussed in 
the following . 

(1) Equilibrium Constant as a Function of Temperature 

A series of experiments on the hydrochlorination of SiC14 
.and m.g. silicon metal was carried out in the two inch-diameter 
pressure reactor at 100 psig with a H2/SiC14 feed ratio of 2.0 
and at various reaction temperatures. Sufficiently long 
residence times were allowed for the reaction so that the 
hydrochlorination reaction was well within equilibrium. The 
reaction product composition was then measured by the in-line 
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G , C .  a t  the  reac t ion  temperature o f  500'6,  525'C1 550*C and 
575 C ,  r espec t ive ly .  Resul ts  of t h e  G . C .  measurements a r e  
summarized i n  Table XV. Data i n  Table XV showed t h a t  t h e  
equi l ibr ium conversion o f  SiHCl increased w i t h  increas ing  
temperature. The mole% o f  SiHCl and SiC14 in  Table XV were 
converted t o  mole f r a c t i o n s .  The concentrat ion of hydrogen i n  
the  r eac t ion  product mixture w a s  not determined by t h e  G . C .  
ana lys i s .  However, it can be r e a d i l y  ca lcu la ted .  Since one mole 
o f  hydrogen i s  consumed f o r  every two moles o f  SiHCl produced 
and s i n c e  one mole of hydrogen i s  consumed f o r  every mole o f  
SiH2C12 produced, the  concentrat ion o f  hydrogen a t  equi l ibr ium 
is  given by, 

0 

3 
3 

3 

1 - -  - - 'SiHC13 'SiH2C12 
aH2 

where aH 
The va lues  o f  t h e  equilibrium constants ,  K and K were ca l cu la t ed  
from the  mole f r a c t i o n  d a t a  and from t h e  p a r t i a l  pressure data .  
Resul ts  a r e  summarized i n  Table X V I .  A s  t h e  r e s u l t s  i n  Table 
XVI show, the  equilibrium constants f o r  t h e  'hydrochlorination 
r eac t ion  increase  as a func t ion  o f  increas ing  r eac t ion  temper- 
a tu re .  

i s  t h e  i n i t i a l  hydrogen concentrat ion i n  t h e  feed. 
2 

P' 

Another s e r i e s  o f  experiments w a s  c a r r i e d  out  t o  measure 
the  equi l ibr ium constant f o r  t he  hydrochlorination r eac t ion  a t  
a s t i l l  higher  temperature range of 500 C t o  700'C. The experi-  
ments were c a r r i e d  out  i n  a small quar tz  r e a c t o r  a t  atmospheric 
pressure with a H2/SiC14 feed r a t i o  of 2 .0  ( H / C 1  = 1.0). The 
quar tz  r e a c t o r  w a s  o r i g i n a l l y  designed f o r  t he  deuterium k i n e t i c  
i so tope  e f f e c t  study. The func t ion  o f  t h i s  quar tz  r e a c t o r  i s  
descr ibed i n  Sec t ion  F ( A ) ,  Resul ts  of t he  equi l ibr ium compo- 
s i t i o n  measurements a r e  summarized i n  Table X V I I .  The equi l ibr ium 
data i n  Table X V I I  were converted t o  mole f r ac t ions .  The 
equi l ibr ium cons tan t  K f o r  the hydrochlor inat ion r eac t ion  was 
ca lcu la ted  from the  equi l ibr ium mole f r a c t i o n s  of H2, SiHClg 
and SiC14 a t  the  temperature range of 500°C, 550°C, 6 O O c C ,  65OoC 
and 700°C, respec t ive ly .  Resul t s  are summarized i n  Table X V I I I .  

0 



Here K is the same 
was carried out at 

as K since the hydrochlorination reaction 
one atmosphere. Again, the data in Table 

P 

XVIII show that the equilibrium constant increases with an 
increasing reaction temperature, 

The equilibrium compositions for the hydrogen, SiHC13, 
SiC14 and the small amount of SiH2C12 by-product obtained from 
the hydrochlorination reaction are in good agreement with the 
calculated values reported by E. Sirtle,L. P. Hunt and D. H. 
Sawyer'", In Figure IC of their publication, "High Temperature 
Reaction in the Silicon-Hydrogen-Chlorine System", the 
equilibrium gas phase composition at 1 atmosphere total 
pressure and Cl/H = 1.0 is plotted against various temper- 
ature. At 773'K (~OO*CC), the calculated partial pressure (in 
atmosphere) are approximately 0.002 for SiM2C12, 0.08 for 
SiHC13, 0.28 for SiC14 and 0.64 for H2. These calculated 
equilibrium compositions by E. Sirtle, et. al. are in good 
agreement with the experimental results given in Table XVI 
and Table XVIII. The calculated concentration of SiH2C12 is 
about 1/30 to 1/40 of the SiHC13 concentration. This is also 
in good agreement with the small amount of SiH2C12 by-product 
observed in the hydrochlorination of SiC14 and m.g. silicon 
metal. 

(2) The Heat of Reaction, AH 

The heat of reaction, AH, for the hydrochlorination 
reaction is calculated by the Second Law Method. Starting from 
the equation, 

A F  = - RT 1 n K  
by differentiation with respect to T, 

one obtains the well-known Van't Hoff equation, 

2 d l n K  A H  = RT d T  
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F i s  t h e  F r e e  Energy, R i s  t h e  i d e a l  gas c o n s t a n t ,  
T is t h e  t e m p e r a t u r e  and S i s  t h e  Ent ropy .  By s u b s t i t u t i n g  
dT = - T2d( l / T ) p  one o b t a i n s ,  

Thus, t h e  s l o p e  o f  a In K v e r s u s  1/T p l o t  i s  -AH/R.  The 
l o g a r i t h m  o f  t h e  e q u i l i b r i u m  c o n s t a n t  K i n  Table  X V I  i s  t h e n  
p l o t t e d  against t h e  i n v e r s e d  t e m p e r a t u r e ,  1/T. R e s u l t s  are 
g i v e n  i n  F i g u r e  V I I I .  The p l o t  i n  F i g u r e  V I 1 1  g i v e s  a s t r a i g h t  
l i n e ,  The h e a t  of r e a c t i o n ,  AH, i s  t h e n  de te rmined  from t h e  
s l o p e  o f  t h e  s t r a i g h t  l i n e  t o  g i v e  a v a l u e  o f  10.6 Kcal/mole 
for t h e  h y d r o c h l o r i n a t i o n  r e a c t i o n .  Thus,  t h e  h y d r o c h l o r i n a t i o n  
o f  SiCllL and m . g .  s i l i c o n  metal  t o  SiHCl 
the rmic  r e a c t i o n .  

i s  a s l i g h t l y  endo- 3 

S i m i l a r l y ,  t h e  l o g a r i t h m  o f  t h e  e q u i l i b r i u m  c o n s t a n t  K 
o b t a i n e d  a t  a tmosphe r i c  p r e s s u r e  and a t  t h e  t e m p e r a t u r e  range  
of 500°C - 7 O O c C  i n  Tab le  X V I I I  i s  p l o t t e d  against  t h e  i n v e r s e d  
t e m p e r a t u r e ,  1/T.  R e s u l t s  are summarized i n  F i g u r e  I X .  
I n t e r e s t i n g l y ,  t h e  graph  i n  F i g u r e  I X  shows a l i n e a r  p l o t  a t  
t h e  lower  t e m p e r a t u r e  range of 500'C - 550°C. A t  t h e  h i g h e r  
t e m p e r a t u r e  range of 600°C - 7 O O s C ,  t h e  g raph  c u r v e s  and 
a p p e a r s  t o  l e v e l  off a t  t e m p e r a t u r e  above 700°C. The s l o p e  o f  
t h e  l i n e a r  p o r t i o n  o f  t h e  g raph  a t  t h e  lower  t e m p e r a t u r e  range 
w a s  measured. The h e a t  o f  r e a c t i o n , A H ,  w a s  t h e n  c a l c u l a t e d  
from t h e  s l o p e  which e q u a l s  t o  -AH/R. R e s u l t s  o f  t h e  c a l c u l a t i o n  
gave a v a l u e  o f  1 0 . 1  Kcal/mole f o r  t h e  h e a t  o f  r e a c t i o n .  T h i s  
r e s u l t  i s  i n  good agreement  w i t h  t h e  v a l u e  o f A H  o b t a i n e d  from 
t h e  same e q u i l i b r i u m  c o n s t a n t  measurement a t  100 p s i g  and a t  
t h e  t e m p e r a t u r e  range o f  500°C t o  575°C i n  F i g u r e  V I I I .  The 
ave rage  o f  t h e  two AH v a l u e s  g i v e  10.4 Kcal/mole for t h e  h e a t  
o f  r e a c t i o n  f o r  t h e  h y d r o c h l o r i n a t i o n  r e a c t i o n .  

The d e v i a t i o n  of t h e  g raph  i n  F i g u r e  I X  from l i n e a r i t y  
may be e x p l a i n e d  by t h e  f a c t  t h a t ,  a t  h i g h e r  t e m p e r a t u r e s ,  
o t h e r  i m p o r t a n t e p r o d u c t s  a re  produced from t h i s  r e a c t i o n  system 
c o n t a i n i n g  s i l i c o n ,  hydrogen and c h l o r i n e ,  Fo r  example,  t h e  
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calculated equilibrium composition as reported by Sirtl, 
Hunt and Sawyer (5) shows that an approximately equal molar 
amounts of SiHCl and HC1 are formed at l ,OOO°C,  atmospheric 
pressure and Cl/H ratio of 1.0 (same as H2/SiC14 = 2.0). 
Evidently, at temperature below 550"C, the hydrochlorination 
reaction predominates in the silicon-hydrogen-chlorine system. 
At this temperature, SiHCl is the only major product with 
only small amounts of by-products, SiH C1 (0.1 - 0.5%) and 
HC1 (0.1 - 0.3%). At temperature of 600 C and above, the 
formation of HC1 becomes increasingly more important. The 
above equilibrium constant measurements based on SiHCl alone 
as the only reaction product becomes inadequate at the higher 
temperature range. The deviation of the graph in Figure IX 
f rom linearity merely means that the hydrochlorination reaction 
becomes less dominant at temperature above 600°C as other 
parallel reactions come into being. 

3 

3 
2 *  

3 

( 3 )  Equilibrium Constant as a Function of Concentration 

One set of experimental data obtained from the hydro- 
chlorination of SiC14 and m.g. silicon metal at 100 psig, 500°C 

and at various H2/SiC14 feed ratio of 1.0, 2.0, 2.8, 4.0 and 
4.7 was analyzed. These experimental data were obtained from 
the reaction kinetkscurves in Figure VI. The equilibrium 
SiHCl 
measured from Figure VI at the point where the kinetic curves 
leveled off. The equilibrium compositions of SiHCl and SiC14 
were converted to mole fractions and partial pressures as 
shown in Table XIX. The equilibrium constants, K and K were 
calculated. Results are summarized in the last two columns in 
Table XIX. The equilibrium constant remains essentially constant 
within experimental error at the various H2/SiC14 feed ratios 
ranging from 1.0 to 4.7. The standard deviation from this set 
of equilibrium constant values are well within f 10%. Thus, 
the equilibriumconstant for the hydrochlorination reaction is 
constant with respect to H2 and SiC14 concentrations. This 

conversion at various H2/SiC14 feed ratios were directly 3 

3 

P' 

a 



observation is  i n  agreement w i t h  the  t h e o r e t i c a l  considerat ion,  

( 4 )  Equilibrium Constant as a Function o f  Pressure 

The equi l ibr ium constant ,  K f o r  t h e  hydrochlorination 
P’ 

reFct ion shou ld  a l s o  be a constant  value w i t h  respec t  t o  
pressure.  A c o l l e c t i o n  o f  equilibrium data previously obtained 
from t h e  hydrochlorination of SiC14 and m. g. s i l i c o n  metal a t  
5 O O 0 C  and a t  var ious  pressures  ( f r o m  0 ps ig  t o  500 ps ig)  and 
H2/SiC14 feed r a t i o s  ( f rom 1.0 t o  4.7) i s  summarized i n  Table XX.  
The equilibrium mole % of  SiHCl 
k i n e t i c  curves a t  the  point where the  % SiHCl conversion has  
leve led  o f f  a t  long residence times. The 300 p s i g  and the  500 

ps ig  equi l ibr ium data i n  Table XX were obtained from the  previous 
hydrochlorination study c a r r i e d  out a t  t he  Massachusetts 
I n s t i t u t e  of Technology (3)  w i t h  the  one inch-diameter r eac to r  
system. The 25 ps ig  t o  200 ps ig  equi l ibr ium data were co l l ec t ed  
from the  two inch-diameter s t a i n l e s s  s t e e l  r eac to r  while the  
atmospheric ( 0 ps ig )  equilibrium data were obtained from the  
s m a l l  quar tz  r e a c t o r  system. These equi l ibr ium data were con- 
ver ted  t o  mole f r a c t i o n s .  The equi l ibr ium constants ,  K and K 
were then ca lcu la ted  and l i s t e d  i n  t h e  las t  two  columns i n  
Table X X .  The equilibrium constant  measurements i n  Table XX 
show complex r e s u l t s .  The equilibrium constant  K does not 
remain constant over the pressure range o f  0 p s i g  t o  500 psig.  
The value o f  K appears t o  increase  at  t h e  higher  pressure range 
o f  150 ps ig  t o  500  psig.  The reason f o r  t h e  increase o f  the  
value o f  K a t  t h e  higher pressure range i s  not f u l l y  understood 
a t  t h e  present t ime. On t h e  o t h e r  hand, one might expect a 
f a i r l y  l a rge  devia t ion  o f  experimental  e r r o r  i n  t h i s  c o l l e c t i o n  
o f  equi l ibr ium data, s ince  these  r e s u l t s  were co l l ec t ed  over a 
period o f  about t h r e e  years  from three  d i f f e r e n t  hydrochlorination 
r eac to r s .  Nevertheless,  t he  e f f e c t  o f  pressure on t h e  equilibrium 
constant K appears t o  show reproducible r e s u l t s ,  Table XXI 
summarizes another c o l l e c t i o n  o f  experimental  equi l ibr ium d a t a  
f o r  t he  hydrochlorination r eac t ion  a t  a lower temperature o f  
450°C. The equi l ibr ium constant  w a s  c a l cu la t ed  f rom the SiHC13 

w a s  obtained f r o m  t h e  var ious 3 
3 

P’ 

P 

P 

P 

P 
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and SiCllc  equi l ibr ium compositions over t he  pressure range o f  
25 ps ig  t o  500 ps ig ,  Resul ts  a r e  summarized i n  the  last column 
i n  Table X X I .  Again, a higher  value of  K is  observed a t  the  
h igher  pressure range of 150 ps ig  t o  500 ps ig ,  

P 

E. The Rate Equation, the Rate Constant and the  Act ivat ion 

Energy 

(1) Development o f  a Rate Equation 

A t h e o r e t i c a l  treatment of  experimental  r eac t ion  k i n e t i c s  
data i s  t o  express  the  r eac t ion  r a t e  i n  terms o f  an equation 
which r e l a t e s  t h e  r a t e  t o  t he  concentations o f  r eac t an t s ,  and 
sometimes o f  products o r  o the r  substance present (e.g.  o f  
c a t a l y s t ) .  If t h e  r eac t ion  has a simple order,  one must 
determine what t he  order  is, and a l s o  the  rate constant.  The 
hydrochlor inat ion o f  SiC14 and m.g. s i l i c o n  metal  f requent ly  
expressed as, 

3 SiC14 + 2 H2 + S i  4 SiHC13 (1) 

i s  a balanced equation t o  show the  stoichiometry o f  the  over- 
a l l  equilibrium reac t ion .  The equilibrium constant  measurements 
i n  Sect ion D above on the  hydrochlorination r eac t ion  (Equation 
1) a r e  i n  agreement w i t h  t h e  stoichiometry as it is wr i t ten .  
A number o f  models f o r  t he  treatment o f  experimental  r a t e  data 
was t e s t e d  with d i f f e r e n t  r a t e  expressions.  Resul ts  showed 
t h a t  the  r e a c t i o n  k i n e t i c s  on the  r a t e  of  formation o f  SiHCl 
f i t t e d  wel l  i n  the  pseudo-f i rs t  o rder  rate equation. The 
t h e o r e t i c a l  treatment o f  experimental  r a t e  data is  presented 
i n  the  fol lowing discussions.  

3 

To start  with the  s implest  s i t u a t i o n  i n  which both t h e  
f o r w a r d  and reverse  r eac t ions  a r e  o f  f i r s t  order ,  

If the  r eac t ion  i s  s t a r t e d  using pure A,  o f  concentrat ion a, 

2 1  
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and if after time t the concentration of B is xs that of A is 
the rate from left to right is then kl(a - x), and that 

from right to left is k - l ~ ;  the net rate of production of B is 
thus 

dx - -  - kl(a - x) - k-lx 
dt 

At equilibrium, the net rate of production of B is zero, and if 
the concentration of x is then xep 

Elimination of k-l between these two equations gives rise to 

(Xe - x> dx - kla - -  
X e dt 

The solution to this differential rate equation is 

kla t X - -  - e 
xe xe - x In 

This simple rate equation can sometimes be applied to a more 
complex reaction involving more than one reactant and more than 
one product. It is then called pseudo-first order kinetics. For 
the rate of conversion of SiC14 to SiHCl 
rination reaction, x is the concentration of SiHCl at time t, 

is the equilibrium concentration of SiHCl and a is the 
initial concentration of SiC14. To test the validity of the 
pseudo-first order rate equation for the experimental kinetics 
data, a plot of the logarithm of xe/xe - x versus residence 
time t shall give a straight line. The forward rate constant, 
kl, is then obtained from the slope of the straight line, which 
equals to kla/xe. 

in the hydrochlo- 3 
3 

xe 3 

( 2 )  Rate Constant as a Function of TemDerature 

Reaction kineticsmeasurements on the hydrochlorination of 
SiC14 and m.g. silicon metal were carried out at 100 psig with 

22 



a HZ/SiC14 feed  r a t i o  o f  2.0.  Resul ts  o f  the k i n e t i c  measurements 
a t  450'C and 500°C have a l ready  been summarized i n  Table I1 and 
Table V I ,  r espec t ive ly .  Another s e r i e s  o f  k i n e t i c  measurements 
on the  hydrochlorination r eac t ion  w a s  c a r r i e d  out a t  a s t i l l  
h igher  r eac t ion  temperature,  5 5 O C C  a Resul ts  of  t h i s  experiment 
a r e  summarized i n  Table X X I I .  The r eac t ion  k ine t i c s  measurements 
a t  450:C, 5 O O c C  and 550'C were presented i n  Figure X by p l o t t i n g  
the  % SiHCl conversion versus  residence time. The r e s u l t i n g  
k i n e t i c  curves i n  Figure X were analyzed by f i t t i n g  the  
experimental  r a t e  data i n  the  pseudo-first  order  r a t e  equation. 
A s  an i l l u s t r a t i o n ,  the  ana lys i s  f o r  t he  500°C r eac t ion  k i n e t i c  
curve i n  Figure X i s  summarized i n  Table X X I I I .  The % SiHCl 
conversion a t  10, 20,  3 0 ,  40 and 60 seconds residence t imes 
were taken f rom t h e  smooth k i n e t i c  curve i n  Figure X .  The 
mole s'. of  SiHCl and SiC14 were converted t o  mole f r a c t i o n s  
and p a r t i a l  pressures  ( p s i a )  and recorded i n  column 3 o f  Table 
X X I I I .  The hydrogen concentrat ion w a s  no t  measured. However, it 
can be ca l cu la t ed  i n  the  same manner as shwon i n  Sect ion C ( 1 ) .  
The i n i t i a l  p a r t i a l  pressure o f  SiC14, a, w a s  ca lcu la ted  f r o m  
t h e  H,/SiC14 feed r a t i o  and f r o m  the  t o t a l  pressure ( i . e .  1/3 
of  114.7 p s i a ) .  The equi l ibr ium p a r t i a l  pressure o f  SiHCl 
x w a s  measured a t  the  point  where the  k i n e t i c  curve leve led  
o f f  a t  long residence t imes.  The logarithm o f  xe/xe - x a t  
each o f  the  se l ec t ed  residence time w a s  computed. These k i n e t i c  
da ta  were then  appl ied t o  t he  pseudo-f i rs t  o rder  r a t e  equation 
by p l o t t i n g  I n  xe/xe-x versus  the residence time t .  Resul ts  
a r e  summarized i n  Figure X I .  The p l o t  i n  Figure X I  g ives  a 
straight l i n e  t o  show a good f i t  between the experimental  
r a t e  da ta  and t h e  r a t e  equation. 

3 

3 

3 

3' 
e '  

S imi la r ly ,  t he  experimental  kinetics da ta  obtained a t  450'C 
and a t  500°C were t r e a t e d  by the  same t h e o r e t i c a l  considerat ion.  
The p lo t  o f  t h e  pseudo-f i rs t  order r a t e  equation a t  these  t w o  
temperatures a r e  a l s o  presented i n  Figure X I .  Again, a s t r a i g h t  
l i n e  i s  obtained f r o m  t h e  p l o t s  a t  4 5 O o C  and 500'C. The r a t e  
constants ,  kl ,  a t  550°C, 5 0 O c C  and 4 5 O o C  were determined f r o m  
the  s lopes o f  t h e  s t r a i g h t  l i n e s ,  which equal t o  kla/xea By 
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s u b s t i t u t i n g  t h e  known va lues  o f  a and x 
w a s  ca lcu la ted  t o  give 19.2 x set:': 12.7 x sec,  

-1 and 6 # 5  x sec.  a t  t h e  th ree  r eac t ion  temperatures o f  
550°C, 500'6 and 4 5 O C C ,  r espec t ive ly .  I n  agreement with previous 
observations the  r a t e  constant  increases  with temperature 
ind ica t ing  a f a s t e r  r eac t ion  r a t e  a t  h igher  r eac t ion  temperatures.  

t he  r a t e  constant kl 
-1 

( 3 )  Activat ion Energy, AE 

The a c t i v a t i o n  energy,AE, f o r  a chemical r eac t ion  i s  given 
by the  Arrhenius equation. 

- A E/RT = C e  kl o r ,  I n  kl = I n  C - - R 

where R i s  the  i d e a l  gas constant  (1.987 cal/mole/ K )  and C i s  
a constant .  Thus, a p lo t  of t he  logarithm o f  t he  r a t e  constant  
kl  versus  the  inversed temperature,  1/T, produces a s t r a i g h t  
l i n e  w i t h  a s lope  equals t o  -AE/R, The r a t e  constants  obtained 
a t  550°C, 500'C and 4 5 O o C  i n  Sect ion E ( 2 )  above were then p l o t t e d  
aga ins t  1/T as shown i n  Figure X I I .  A s t r a i g h t  l i n e  w a s  drawn. 
The a c t i v a t i o n  energy, A E ,  w a s  then ca l cu la t ed  f rom t h e  slope 
o f  t h e  s t r a i g h t  l i n e  t o  give a value o f  13.2 Kcal/mole f o r  
t he  hydrochlor inat ion reac t ion .  

(4)  Rate Constant as a Function of Concentration 

A s e t  o f  r eac t ion  k ine t i c sda ta  obtained f r o m  t h e  hydro- 
ch lor ina t ion  of SiC14 and m.g. s i l i c o n  metal  a t  100 psig,  500°C 
and a t  var ious H2/SiC14 feed raios o f  1 .0 ,  2 .0 ,  2 .8 ,  4.0 and 
4.7 w a s  analyzed by the  same t h e o r e t i c a l  treatment with the  
pseudo-f i rs t  order  r a t e  equation. These experimental  r a t e  da t a  
were shown by t h e  k i n e t i c  curves i n  Figure V I .  The % SiHCl 
conversions a t  var ious  residence t imes o f  10, 20, 30, 40 and 
60 seconds were d i r e c t l y  measured f rom t h e  smooth k i n e t i c  
curves and summarized i n  Table X X I V .  The equi l ibr ium composition 
of SiHC13, xe,  w a s  taken a t  t h e  point  where the k i n e t i c  curve 
leveled o f f .  The i n i t i a l  p a r t i a l  pressure o f  SiC14, a, w a s  
ca lcu la ted  f rom the  composition o f  H2/SiC1,, feed and the  t o t a l  
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pressure.  These experimental  r a t e  da ta  were appl ied t o  t he  
pseudo-f i rs t  order  r a t e  equation by p l o t t i n g  the  logarithm o f  
xe/xe-x versus  the residence time t .  The r a t e  constant  kl w a s  
ca lcu la ted  from the  s lopes  o f  the  r e s u l t i n g  s e t  o f  s t r a i g h t  
l i n e s .  Resul ts  a r e  summarized i n  Table X X I V .  Data i n  Table X X I V  
show t h a t  t h e  r a t e  constant s l i g h t l y  increases  a t  a higher 
H2/SiC14 feed  r a t i o .  These r e s u l t s  suggest t h a t  t h e  hydrochlo- 
r i n a t i o n  o f  SiC14 and m . g ,  s i l i c o n  metal  proceeds a t  a 
s l i g h t l y  f a s t e r  r a t e  a t  a higher  concentrat ion o f  hydrogen gas.  

(5)  Rate Constant as a Function o f  Pressure 

A similar t h e o r e t i c a l  treatment o f  the  r eac t ion  k i n e t i c  
data obtained f rom t h e  hydrochlorination o f  SiC14 and m . g .  
s i l i c o n  metal  a t  var ious pressures  w a s  performed. A s e t  of  
k i n e t i c  curves obtained a t  500 C with a H2/SiC14 feed r a t i o  of  
2 .0  and a t  var ious  pressures  o f  25 ps ig ,  100 ps ig  and 200 ps ig  
w a s  reproduced i n  Figure XIII. The % SiHCl conversions were 
read f rom t h e  smooth k i n e t i c  curves a t  10, 20, 3 0 ,  40 and 60 
seconds residence time. The mole % data  were converted t o  
p a r t i a l  p ressures  f o r  H2, SiHCl 3 
conversion o f  S i H C l  w a s  measured a t  t h e  point  where the  k i n e t i c  
curves leve led  o f f .  The logarithm of  xe/xe-x w a s  ca lcu la ted  and 
p lo t t ed  aga ins t  the  residence time t. The r a t e  constants  were 
ca lcu la ted  f r o m  the  slopesof the  r e s u l t i n g  s t r a i g h t  l i n e s .  
Resul ts  a r e  summarized i n  Table XXV. Two more data points  on 
the  r a t e  constant  measurements a t  73 ps ig  and a t  500  ps ig  were 
obtained by t h e  same t h e o r e t i c a l  treatment.  These two da ta  
poin ts  were obtained f r o m  the  same hydrochlorination r eac t ion  
a t  a s l i g h t l y  higher H2/SiC14 feed r a t i o  o f  2.8 ( i n s t e a d  o f  2 .0) .  
Resul ts  in  Table XXV show t h a t  t h e  r a t e  constant  gradual ly  
decreases as a func t ion  o f  increas ing  pressure.  In o ther  words, 
the  hydrochlorination r eac t ion  r a t e  decreases a t  a higher 
pressure.  Thus, t o  a c e r t a i n  extend, t he  hydrochlorination o f  
SiC14 with hydrogen i n  a mass bed o f  m . g .  s i l i c o n  metal  i s  a l s o  
a d i f fus ion-cont ro l led  process,  The d i f fus ion  o f  r e a c t a n t s  and 
products t o  and from t h e  s o l i d  su r f aces  may a l s o  be ra te - l imi t ing .  

0 

3 

and SiC14. The equilibrium 
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4 A plausible reaction mechanism for the hydrochlorination of Sic1 
and m,g. silicon metal is proposed in Section F in the following. 

F. Reaction Mechanism Study 

Previous experimental studies ('' 3' on the hydrochlorination 
of SiC14 and m.g. silicon metal showed that a plausible reaction 
mechanism may involve two stepwise reactions, 

'low SiHC13 + HC1 SiC14 + H2 

3 + HZ 3 HC1 i- Si SiHCl 

The hydrogenation of a Si-C1 bond by hydrogen to form SiHCl and 
H C 1  was postulated as the slow, rate-determining step. The 
reaction of HC1 with silicon is a well-known reaction which 
occurs rapidly at about 35OoC. At the hydrochlorination reaction 
temperature of sOO°C, the HC1 + Si reaction is expected to go 

very fast. Based on this postulated mechanism, one may propose 
an activation process involving hydrogen and SiC14 to form an 
activated complex species which, through one o r  more reaction 
pathways, produces the product SiHCl A experimental study was 
thus proposed to replace hydrogen with deuterium isotope in the 
hydrochlorination reaction. A positive kinetic isotope effect 
will not only produce the needed experimental evidence to prove 
the mechanism, but also, it provides informations on the nature 
of the activated complex. Kinetic isotope effect is a powerful 
tool to study reaction mechanism. It provides useful infromations 
on the activation process and on the nature of the activated 
complex at the molecular level. 

3 

3' 

(1) The Quartz Hydrochlorination Reactor 

The two inch-diameter stainless steel reactor is primarily 
designed to study the hydrochlorination reaction under pressure. 
With a large internal volume and large size storage tanks, this 
apparatus is not suitable f o r  the planned experiments to study 
the deuterium kinetic isotope effects. A small, 0.75 inch-diameter 
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quar tz  r e a c t o r  system w a s  designed w i t h  a mininum volume o f  
dead space in s ide  the apparatus i n  order  t o  conserve the 
r e l a t i v e l y  expensive deuterium iso tope ,  T h i s  qua r t z  r e a c t o r  
system i s  schematically shown i n  Figure X I V ,  The H,/SiC14 and 

the  D,/SiC14 feed system i s  designed i n  such a way t h a t  e i t h e r  
hydrogen gas o i  deuterium gas can be f e d  i n t o  the  hydrochlo- 
r i n a t i o n  r e a c t o r  a t  any time during an experiment. T h i s  i s  
accomplished by a 3-way b a l l  valve arrangement as shown i n  
Figure X I V .  The cy l inder  pressure i s  reduced by a r egu la to r  t o  
a few p s i g  above atmospheric pressure t o  provide t h e  dr iv ing  
force  f o r  t h e  gaseous f l o w  through t h e  r eac to r  system. The 
f lowrate  of H2 o r  D2 i s  cont ro l led  by a f i n e  metering valve and 
measured by a ca l ib ra t ed  flowmeter. The gas is  bubbled i n t o  a 
l i q u i d  column o f  SiC14 maintained a t  a constant temperature. 
The H2/SiC14 or D2/SiC14 feed  r a t i o  can be r e a d i l y  ad jus ted  by 
the  SiC14 l i q u i d  temperature.  The gaseous mixture i s  then f ed  
i n t o  the  bottom of  the  qua r t z  hydrochlorination reac tor .  The 
r eac t ion  product mixture coming o u t  o f  the  r e a c t o r  i s  analyzed 
by the  in - l ine  gas chromatograph. The small amounts o f  chloro- 
s i l a n e  and hydrogen ( o r  deuterium) gas a re  disposed o f f  by 
vent ing i n t o  a scrubber.  The r eac to r  system a t  the  r i g h t  hand 
s i d e  o f  t he  flowmeter as shown i n  Figure X I V  i s  made o f  Pyrex 
glass w i t h  t he  exception of  t he  r e a c t o r  tube and the  hea t ing  
j acke t s ,  which a r e  made o f  quar tz  (Vycor). The H2- D2/SiClb 
feed system and the  r e a c t o r  assembly a r e  formed i n t o  a s ing le  
piece o f  glassware by standard glass blowing technique. By 
keeping the  dead space i n s i d e  the  apparatus  small, the r e s i d u a l  
gas ins ide  t h e  r eac to r  can be r e a d i l y  f lushed out with a 
mininum amount o f  deuterium gas. With t h i s  design f ea tu re ,  one 
can switch deuterium f rom hydrogen and v ice  v e r s a  f o r  every 
data point  i n  t h e  r eac t ion  k i n e t i c  measurements. P a s t  experience 
has  shown t h a t  one can g e t  a b e t t e r  reproducible data point  
measured wi th in  t h e  span o f  a s ing le  experiment thaq t h a t  
obtained i n  t w o  separated experiments ca r r i ed  o u t  under 
" i d e n t i c a l "  r eac t ion  condi t ions.  I n  t h i s  way, one can accura te ly  
measure t h e  r e l a t i v e  r e a c t i o n  r a t e s  between hydrogen and 



deuterium i n  the  hydrochlorination r eac t ion ,  The in - l ine  gas 
chromatograph is c a l i b r a t e d  f o r  t he  a n a l y s i s  of  t he  deuterated 
product, SiDCl The s e n s i t i v i t y  f a c t o r  ( o r  response f a c t o r )  
f o r  t h e  G . C .  a n a l y s i s  w a s  determined with a pure sample o f  
S i D C l 3 @  Results o f  the  G . C .  c a l i b r a t i o n  showed t h a t  the sensi-  
t i v i t y  f a c t o r  f o r  SiDCl i s  e s s e n t i a l l y  the  same as t h a t  of  
S i H C l  wi thin experimental  e r r o r .  T h i s  i s  not  unexpected i n  
view of the  very c lose  physical  p rope r t i e s  between SiHCl and 
S i D C 1 3 .  

3" 

3 
3 

3 

( 2 )  Deuterium Kinet ic  Isotope Ef fec t s  

A s e r i e s  of experiments w a s  c a r r i e d  out a t  450°C and a t  
atmospheric pressure (15 p s i a )  w i t h  a H2/SiC14 or D2/SiC14 feed 
r a t i o  o f  2 .0 .  The SiC14 l i q u i d  temperature i n  the  feed assembly 
( see  Figure X I V )  w a s  kept a t  2 7 O C .  The vapor pressure o f  S iC14 
a t  t h i s  temperature i s  233 mmHg ( l / 3  o f  an atmosphere). A t  one 
atmosphere (760 mmHg), the  feed  r a t i o  of H2/SiC14 and D2/SiC14 
became 2 .0 .  Hydrogen gas w a s  first fed  i n t o  the quar tz  r eac to r :  
s t a r t i n g  w i t h  a slower f eed ra t e  and then  gradual ly  increased 
t o  a h igher  f eed ra t e .  A t  each hydrogen gas f eed ra t e ,  severa l  
analyses f o r  t h e  r eac t ion  product composition were made by the  
in - l ine  gas chromatograph u n t i l  two o r  more consecutive analyses 
agreed wi th in  
deuterium gas. The f eed ra t e  o f  D2 w a s  a d j u s t  t o  give t h e  same 
feedra te  as the  last  hydrogen experiment. After  t h e  system had 
s t a b i l i z e d  and a f t e r  the  hydrogen gas w a s  completely displaced 
by the  deuterium gas,  s eve ra l  G . C .  analyses  were made on t h e  
r eac t ion  product mixture u n t i l  two o r  more consecutive analyses 
agreed within 2 2%. Afterwards, the  deuterium gas w a s  switched 
back t o  hydrogen. A new,higher f eed ra t e  o f  hydrogen w a s  s e l ec t ed  
f o r  another data point  i n  t h e  r eac t ion  k i n e t i c  measurements. 
After  t h e  hydrogen experiment w a s  completed, t h e  same measurement 
w a s  repeated w i t h  deuterium. Results o f  these  r eac t ion  k i n e t i c  
measurements with hydrogen and deuterium i n  the  hydrochlorination 
r eac t ion  a re  summarized i n  Table X X V I .  D a t a  i n  Table X X V I  show 

2 2%. The hydrogen gas w a s  then switched t o  
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t h a t  the $J conversion o f  S i H C l  and SiDCl a t  var ious  residence 
t imes a re  e s s e n t i a l l y  the  same within experimental e r r o r .  The 
r eac t ion  k i n e t i c  data i n  Table X X V I  a r e  a l s o  presented i n  
Figure XV by p l o t t i n g  t h e  $J SiHCl conversion and the  % SiDCl 
conversion versus  residence time. The r e s u l t i n g  k i n e t i c  curve 
i n  Figure XV shows t h a t  t he re  i s  no s i g n i f i c a n t  d i f f e rence  i n  
the  hydrochlorination r eac t ion  rate between hydrogen and 
deuterium. 

3 3 

3 3 

Another s e r i e s  o f  t he  same experiment on t h e  deuterium 
k i n e t i c  isotope e f f e c t s  w a s  c a r r i e d  out a t  a lower temperature 
of 420'C. Resul ts  of  t h i s  s e r i e s  o f  experiments a r e  summarized 
i n  Table X X V I I .  A s  i n  t h e  450'C experiment above, data i n  

3 Table X X V I I  show t h a t  t h e  '$ SiHCl conversion and the  $J SiDCl 
conversion a t  var ious residence t imes a r e  e s s e n t i a l l y  the  same 
wi th in  experimental e r r o r .  The r eac t ion  k i n e t i c  data i n  Table 
X X V I I  a r e  a l s o  p lo t t ed  i n  Figure XV. The r e s u l t i n g  k i n e t i c  
curve i n  Figure XV a t  420'C shows t h a t  t he re  i s  no s i g n i f i c a n t  
d i f fe rence  i n  the  hydrochlorination r eac t ion  r a t e s  between 

3 

hydrogen 

(3)  

The 

and deuterium. 

A P laus ib le  Reaction Mechanism f o r  t h e  Hydrochlo- 
~ ~ ~~ 

r i n a t i o n  of SiCl,,. and M.G. S i l i c o n  Metal 

new experimental r e s u l t s  on t h e  deuterium k i n e t i c  
isotope e f f e c t s  suggest t h a t  hydrogen i s  not  d i r e c t l y  involved 
i n  t h e  rate-determining s t e p  f o r  t h e  hydrochlorination o f  SiC14 
and m . g .  s i l i c o n  metal. This may imply t h a t  the  s l o w ,  r a t e -  
l i m i t i n g  a c t i v a t i o n  process  must involve SiC14. The new experi-  
mental evidence does no t  necessa r i ly  i n v a l i d  t h e  previously 
pos tu la ted  stepwise r eac t ions  ( l P 3 )  f o r  t he  hydrochlorination 
o f  SiC14 and m , g .  s i l i c o n  metal. 

SiC14 + H2 __* 4- SiHC13 + H C 1  ( 5 )  

3 H C 1  + S i  c-) SiHCl + H2 3 
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The deuterium k i n e t i c  i so tope  e f f e c t s  s tudy suggests t h a t  the  
hydrogenation o f  a S i 4 1  bond by hydrogen i n  the  above stepwise 
r eac t ion  i s  no t  the  rate-determining s t e p .  

29 



The reaction mechansim f o r  the chemical vapor deposition 
(CVD) of silicon has been extensively studied, In the case of 
epitaxy from SiC14, a set of chemical reactions is proposed by 
Nishizawa and Nihira ( 8 )  

SiC14 + H2 a SiHC13 + HC1 (7  1 

SiHCl3= SiC12 + HC1 (8 )  

SiHC13 + H2 SiH2C12 + HC1 

SiH2C12 - SiC12 + H 2  

( 9 )  

SiCILc + H2 SiC12 + 2 HC1 (11) 

(12) SiC12 + H2 - Si + 2 HC1 

Thermodynamic data f o r  these homogeneous gas phass reactions 
(equation 7 - 12)  are published by the work of Hunt and Sirtl 
The despostion of silicon (equation 12) is described as the 

model based on these chemical reactions f o r  the epitaxial 
growth of silicon from SiH2C12, SiHCl and SiC14 is recently 
reported by J, Korec ( 9 ) 0  The mechanism for the deposition of 
silicon (Equation 12) is postulated as an initial adsorption 
o f  SiC12 at a surface vacancy followed by the surface migration 
of the adsrobed SiC12 to form an activated complex, SiC12-H2 . 
The rate-determining step is assumed to be the chemical reaction 

( 5 )  

reduction of SiC12 by hydrogen on the silicon surface ( 8 ) *  A 

3 

* 

between adsorbed SiCl2 and gaseous H2 ( 9 )  . 
The hydrochlorination of SiC14 with hydrogen and m.g. silicon 

metal is basically the reverse of the chemical vapor deposition 
of silicon, since both systems contain the same number of 
elements, silicon-hydrogen-chlorine. It is conceivable that 
the same intermediate species, SiC12, is involved in the hydro- 
chlorination reaction. However, a very important difference 
between these two processes is the reaction temperature. The 
hydrochlorination reaction is normally carried out at about 
500°C in comparison with 1000°C - 1200'C for the CVD silicon 



process, Another important factor is that the hydrochlorination 
of SiC14 and mag. silicon metal is also a catalytic 
Copper has been shown to be an effective catalyst (" for the 
hydrochlorination reaction. Even the metallic impurities in 
the m,g. silicon metal have a strong catalytic effect on the 
reaction. On the other hand, the much higher temperature CVD 
silicon process involves mostly homogeneous vapor phase reactions 
and non-catalyzed surface reactions. At the much lower reaction 
temperature of 'jOO"C, one may expect the equilibria for the 
homogeneous gas phase reactions (Equation 7-11) in the CVD 
silicon process to lie far to the left hand side of the 
equation. F o r  example, the calculations based on reported 
thermodynamic data by Sirtl, Hunt and Sawyer show that the 
vapor pressure of SiC12 is less than 
ature below 600°C with a total pressure of one atmosphere and 
a Cl/H ratio of 1.0. In contrast, the concentration of SiC12 
approaches that of SiHCl in the same reaction system at llOO°C, 
Thus, it is very unlikely that the homogeneous gas phase 
reaction of SiCILc and H2 is the source of SiC12 for the hydro- 
chlorination reaction at 5OO0C. Another plausible reaction 
pathway to SiC12 at lower temperatures is the reaction of SiC14 
with Si on the silicon metal surface. 

rocess. 

atmosphere at temper- 

3 

This reaction is proposed by Bloem, Claassen and Valkenbury (10) 

to supplement the formation of SiC12 on the silicon surface in 
the epitaxy from SiC14 at 9OO0C, since the homogeneous vapor 
phase formation of SiC12 falls off rapidly below 1000°C. The 
reaction of SiC14 and Si (Equation 13) is also the basic reaction 
for the etching effect produced by SiC14 on a silicon surface 
in an inert ambient ( e.g. helium to replace hydrogen). SiC14 
attacks silicon, giving volatile SiC12. This etching effect 
is exactly the opposite to the CVD silicon process, whereby 
silicon is consumed. 

One may propose 
chlorination reaction 

a similar reaction mechanism for the hydro- 
in which the reactive intermediate SiC12 



is formed by the adsorption of SiC14 at the catalytic sites on 
the silicon metal surface. The activation of SiC14 at the 
catalytic site to form SiC12 may 'ce postulated as the slow, 
rate-determining step, This catalytic reaction may account for 
the much lower reaction temperature (500°C) needed for the 
hydrochlorination of SiC14 and m.g. silicon metal. The subsequent 
reaction of SiC12 with HC1 and H2 produces the observed reaction 
products, SiHCl 
summarized in the following. 

and SiH2C12. A plausible reaction mechanism is 3 

C13Si--C1 adsorption > 

catalytic -Cu-Si--Cu-Si 
sites 

repeat Cl--Si I 1 c1 desorption C1 - -&u-si-cu- step -Cu--Si-Cu-Si 

t I SiC14 + -Si-Cu- 

c12 
f' + Sicl2 - t r I  

followed by, 

2 -Si-Cu-C1 + H2 (-, 2 -Si-Cu + 2 HC1 

3 HCl + Si .111) SiHCl + H2 3 

3 SiC12 + HC1 4 SiHCl 

SiC12 + H2 I_$ SiH2C12 

SiH2C12 + HC1 fa SiHC13 + H2 

At SOO'C, the reaction of SiC12 with HC1 and H2 to form SiHCl 
SiH2C12 is very favorable. 

and 3 

The above reaction mechanism can conceivably explain the 
experimental results observed on the hydrochlorination of SiC14 
and m.g. silicon metal to form SiHCl The pseudo-first order 
kinetics is postulated by a slow, rate-determining adsorption of 
SiC14 at a catalytic site on the silicon metal surface. The 
activation process produces the reactive intermediate SiC12 which 
subsequently reacts with H2 and HC1 to form SiHCl 

3' 

3' 
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SiC14 Cu-Si 
s l o w  

SiC12 

-Si-Cu 

+ H C 1  

+ H, 

SiHZC12 

I L -Si-Cu + H C 1  fast 

3 SiHCl 

The ove ra l l  reac t ion ,  

kl 

k- 1 
3 SiCILc e SiHCl 

accounts f o r  t h e  observed pseudo-f i rs t  order k i n e t i c s .  A l s o ,  the  
rate-determining s t e p  involves SiC14 and s i l i c o n  but not 
hydrogen. T h i s  r eac t ion  mechanism can account f o r  the  experi-  
mentally observed negative deuterium k i n e t i c  isotope e f f e c t s .  
The moderate pressure e f f e c t  on the  r eac t ion  r a t e  a l s o  suggested 
t h a t  t he  hydrochlor inat ion o f  SiC14 i n  a mass bed o f  m . g .  
s i l i c o n  metal  i s  diffusion-control led t o  a c e r t a i n  ex ten t .  F o r  
example, t h e  pseudo-f i rs t  order  r a t e  constant kl is  reduced 
by a f a c t o r  o f  about two ( see  l as t  column o f  Table XXV) with 
an increase o f  pressure f r o m  25 p s i g  t o  500 psig.  A d i f fus ion-  
cont ro l led  k i n e t i c s  i s  operat ive when the  rate-determining 
r eac t ion  s t e p  occurs f a s t e r  than t h e  r a t e  o f  d i f fus ion  o f  the  
r e a c t a n t s  and/or products t o  and f r o m  the  s o l i d  surfaces .  In 
view o f  t h e  r e l a t i v e l y  small change i n  t h e  r eac t ion  r a t e  over 
such a wide pressure range, t h e  hydrochlor inat ion of  SiC14 i n  
a mass bed of  m.g.  s i l i c o n  metal  i s  no t  very s t rong ly  
influenced by these  d i f fus ion  and mass t r a n s f e r  parameters. 

G.  Corrosion Study 

A t  e levated temperatures,  H C 1  i s  producted i n  va r i ab le  
amounts i n  the  si l icon-hydrogen-chlorine system. A small 
amount o f  H C 1  w a s  detected and measured i n  the  r eac t ion  
mixture obtained f r o m  the  hydrochlorination o f  SiC14 and m , g .  
s i l i c o n  metal  a t  5 O O 0 C ,  300 ps ig  w i t h  a H,/SiC14 feed r a t i o  
o f  2.0. Resul t s  of  these  H C 1  analyses  a re  summarized i n  
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Table XXVIII, The small amounts of H C 1  (0.1 - 0 , 5 % )  are in 
fairly good agreement with the calculated equilibrium concen- 
tration of HC1 for the silicon-hydrogen-chlorine system in the 
publication by Sirtl, Hunt and Sawyert5). The operating 
temperature of 500°C and above for the hydrochlorination reaction 
is a concern for the reactor constructed with conventional metal 
alloys, Metals and alloys offer little o r  no resistance to 
high concentrations of HC1 gas at temperature above 45OoC 
Under these conditions, the usual oxide protective film on the 
metal surface is replaced by a metal chloride film. The covalent 
nature of the metal chlorides exhibits a much higher vapor 
pressure than those of their oxide counterparts. At elevated 
temperatures, the metal chloride film begins to evaporate off. 
Corrosion becomes a s’erious problem as the material of con- 
struction of the reactor is constantly removed from the reactor 
wall as metal chlorides. 

(11) 

Contradiction to this corrosion mechanism was noted in a 
previous corrosion study (3). The corrosion study on Incoloy 
800H showed that a silicide protective film was formed on the 
metal surface. A metal chloride film did not appear to involve 
under the hydrochlorination reaction enviroment. The corrosion 
study is further expanded to include a variety of metals and 
alloys. The objective of the present experimental work is to 
provide a basic understanding on the mechanism of corrosion 
inside the hydrochlorination reactor and to evaluate a variety 
of metal alloys as the material of construction for the hydro- 
chlorination reactor. 

(1) Corrosion Test Results 

Samples of material of construction for the hydrochlo- 
rination reactor were prepared for the corrosion test, Materials 
include nickel, copper, Alloy 400 (Monel), carbon steel, Type 
304 stainless steel, Incoloy 800H and Hastelloy B-2. The 
approximate compositions of these alloys are given in Table XXIX. 
The test samples were weighed and their total surface area 
measured. They were mounted on a stainless steel rack which was 

34 



f i t t e d  in s ide  the  two inch-diameter hydrochlorination r eac to r  
tube.  In  t h i s  manner, a l l  the  t e s t  samples would be exposed 
t o  t he  same reac t ion  enviroment throughout t he  corrosion t e s t ,  
The r eac to r  w a s  charged 862 grams o f  m.g. s i l i c o n  metal 
(32 mesh x dus t )  t o  f o r m  a mass bed o f  about 18 inches high. 
All the  t e s t  samples were buried i n  the  s i l i c o n  metal during 
the  e n t i r e  corrosion t e s t  experiment. 

The corrosion t e s t  w a s  c a r r i ed  out a t  a r eac to r  pressure 
o f  300 ps ig ,  temperature o f  500°C and a H2/SiC14 feed r a t i o  
o f  2 . 0  f o r  a t o t a l  o f  87 hours. Af t e r  87 hours o f  the  hydro- 
ch lor ina t ion  reac t ion ,  t h e  t e s t  samples were removed f rom the 
reac tor .  Each o f  the t e s t  samples w a s  cleaned and re-weighed 
w i t h  an a n a l y t i c a l  balance. Results o f  these weigh da ta  a r e  
summarized i n  Table XXX. A s  the  r e s u l t s  i n  Table XXX show, 
a l l  the  corrosion t e s t  samples achieve a ga in  i n  weigh. The 
weigh gain i s  due t o  t h e  chemical vapor deposi t ion of  s i l i c o n  
f rom the reverse  hydrochlorination reac t ion .  In t e re s t ing ly ,  
t h e  weigh ga in  per u n i t  surface a r e a  ( l a s t  column i n  Table XXX)  
v a r i e s  g r e a t l y  between d i f f e r e n t  metals and a l loys .  The 
deposited s i l i c o n  penet ra tes  the a l l o y  body t o  f o r m  a s i l i c i d e  
f i l m .  The weigh gain per u n i t  sur face  a rea  d a t a  a l s o  
q u a l i t a t i v e l y  show how much and how fa r  the deposited s i l i c o n  
penet ra tes  t he  a l l o y  body. 

The thickness  o f  t h e  s i l i c i d e  pro tec t ive  f i l m  formed 
under the  hydrochlorination r eac t ion  enviroment a f t e r  87 hours 
w a s  measured f o r  each o f  t h e  t e s t  samples. The corrosion t e s t  
samples were embedded i n  a mold o f  epoxy r e s i n .  A cross  
sec t ion  o f  t h e  samples w a s  prepared. The thickness  o f  the  
s i l i c i d e  depos i t s  on the  metal  a l l o y  surface w a s  measured 
under a microscope. Severa l  measurements were made on the  
c ross  sec t ion  of  the s i l i c i d e  depos i t s  t o  give an average 
value.  Resul ts  a r e  summarized i n  Table X X X I .  The growth r a t e s  
of t he  s i l i c i d e  f i l m  based on the  87 hour t e s t  were ca lcu la ted  
and l i s t e d  i n  the  last column i n  Table X X X I .  The growth r a t e  
i n  mils/year w a s  ca lcu la ted  t o  give a convenient, p r a c t i c a l  
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number to show approximately the extend of silicon penetration 
into the alloy body. This calculation does not imply a linear 
(or a non-linear) growth rate of the silicide film. The important 
result obtained from the corrosion test is that alloys such as 
stainless steel, Incoloy 800H and Hastelloy B-2 show a very slow 
growth of the silicide film at a projected rate of about 30 to 
50  mils/year, Eventhough these projected growth rates are not 
very accurate, the rather slow rate of silicon penetration into 
the alloy body suggests that these alloys are reasonable choice 
as the material of construction for the hydrochlorination reactor. 

(2) Scanning Electron Microscopy 

The silicide protective film on nickel, Alloy 400 and 
Incoloy 800H test sample was analyzed by a Scanning Electron 
Microscope (SEM). Carbon was used to coat the sample surface in 
the standard sample preparation for the SEM analysis. In Figure 
XVI, the SEM photographs show the surface morphology of the 
silicide film on the pure nickel sample at 5 0 0 ,  1900 and 5000 

magnifications. These photographs show particles of the order 
of 3 t o  10 microns on the surface of the silicide deposits. 
There appears to be two types of particles, one type has a rather 
smooth surface and the other type has a laminated structure, 
Spot analysis by the x-ray microprobe and EDAX of the smooth 
particles showed an atomic composition of 47.5% Si and 52.5% 

Ni. This composition corresponds approximately to a nickel- 
silicon phase Nisi. Aanlysis of the other type of particles 
having a laminated structure showed an atomic composition of 
96.2% Si and 3.8% Ni. Thus, these particles appear to be pure 
silicon deposited from the reverse hydrochlorination reaction, 
since the known metallic impurities, such as iron and aluminum, 
in the m.g. silicon metal are absent from the SEM analysis. 
Furthermore, the m.g. silicon metal particles from the mass bed 
are too large to account for the 3 to 10 micron size particles 
on the silicide film surface, The surface morphology of the 
silicide film appears to indicate that an initial chemical vapor 
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deposition of silicon from the reverse hydrochlorination reaction 
is followed by the combination of the deposited silicon with the 
base metal to form nickel-silicon phases, N i s i .  

A cross section of the test sample was cut and polished 
for the SEM analysis. Figure XVII shows the SEM photographs 
of a cross sectional area of the nickel test sample. A well- 
defined layer of the silicide deposit is seen on both sides 
of the nickel base metal, At a higher magnification ( 5 0 0  X), 
the silicide film shows a rather porous structure with many 
void spaces . This porous structure is charateristic of a 
silicon deposit obtained from a CVD process carried out at 
high deposition rates. The composition of the silicide film was 
analyzed by the X-ray microprobe and the EDAX analyzer. Figure 
XVIII shows that X-ray distribution maps of silicon and nickel 
as well as the EDAX analysis on four different areas of a 
cross sectional area of the nickel test sample. The X-ray 
map of silicon shows a rather uniform distribution of Si 
throughout the cross section of the silicide film. Similarly, 
the nickel X-ray distribution shows a rather uniform distri- 
bution of Ni throughout the silicide film. There does not 
appear to be a gradual decrease in the silicon concentration 
across the silicide film-nickel base metal boundary. The silicide 
film on the nickel test sample is well-defined. The X-ray 
microprobe and EDAX analyses at the four different areas of the 
cross section of the test sample are also summarized in 
Figure XVIII. Results show that the bulk of the silicide film 
has the atomic composition of 40% to 50% Si with the balance 
being Ni. This composition corresponds to the nickel-silicon 
phases, Ni Si (m.p, 964°C) and Nisi (map. 992OC), which are 
the most stable nickel-silicon phases having the lowest melting 
points. 

3 2  

Another analysis on the Alloy 400 test sample was made by 
the Scanning Electron Microscope. Figure XIX shows the SEM 
photographs of the surface of the silicide protective film on 
Alloy 400 a3 various magnifications. The surface morphology 
a l s o  has a rather porous structure. However, the appearance of 
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of the silicide film surface is quite different from that of the 
nickel test sample (Figure XVI).This porous structute is also 
seen in the SEM photograph of a cross sectional area of the 
silicide film in Figure XX. The X-ray distribution maps of 
nickel, copper and silicon in Figure XX show some interesting 
results. The copper X-ray distribution map shows a copper-rich 
zone at the surface of the silicide film and at the surface of 
the base alloy. On the other hand, the nickel X-ray distribution 
map shows that nickel is depleted at the surface of the base 
alloy where the copper concentration is enriched, The segregation 
of copper and nickel in the silicide film is in contrast to the 
rather uniformally distributed nickel and copper concentrations 
in the alloy body. The X-ray microprobe and the EDAX analysis on 
the four different areas at the cross section of the silicide 
film also confirms the segregation of copper and nickel in the 
silicide film. Results are summarized in Figure XXI. The atomic 
composition of Area #l near the surface of the silicide film 
shows a high concentration of copper (52.22%). The nickel con- 
centration in Area #1 (11.22%) is low in comparison with those 
in Area #‘2 (48.42%) and in Area # 3 (55.31%) at the middle 
section of the silicide film. In the middle section, the copper 
concentrations are low (Area #2, 9.24% and Area #3, 3.99%) in 
comparison with that of Area #1 (52.22%). On the other hand, 
the silicon concentrations’are relatively uniform in these 
three areas: Area #1, 36 55%: Area #2, 40,88% and Area #3,38 , 77%. 
The base alloy (Area #4) has the atomic composition of about 
61% nickel and 35% copper in good agreement with the specific 
composition of Alloy 400. 

The Scanning Electron Microscopic analysis on the Incoloy 
800H test sample shows a complex silicide protective film. The 
Incoloy 800H test sample was obtained from a previous corrosion 

The corrosion test on this sample was carried out under similar 
reaction conditions at jOO°C, 300 psig and H2/SiC14 ratio of 
2.0 but for a longer duration of 238 hours. The SEM photograph 
of a cross sectional area of the Incoloy 800H sample is shown 

study carried out at the Massachusetts Institute of Technology (31 . 
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in FLgure XXII, The SEM photograph shows a well-defined silicide 
deposit which is slightly broken off from the base alloy. The 
test sample has been briefly exposed to the atmosphere. The 
action of moisture on the reactive silicide film may cause 
the breakage. Analysis by the X-ray microprobe and EDAX was 
carried out at four different areas of the cross section of the 
Incoloy 800H test sample. The atomic compositions of silicon, 
iron, nickel and chromium at these four different areas are 
summarized in Figure XXII. Results show a high degree of 
segregation of these elements at different locations of the 
silicide film. This is also seen in the X-ray distribution maps 
of Si, Fe, Ni and Cr of the same cross sectional area as the 
SEM photograph in Figure XXII. These X-ray distribution maps 
are presented in Figure XXIII. It is interesting to note that 
the the X-ray distribution maps of iron, nickel and chromium 
show a rather uniform distribution of the elements in the 
Incoloy 800H alloy body. However, these elements are highly 
segregated and concentrated at different areas of the silicide 
film. In contrast to the Alloy 400 test sample, the silicon 
is also highly segregated in different area of the silicide 
film on the Incoloy 800H sample. Results of the SEM analysis 
appear to indicate that the rather uniformally distributed 
iron, nickel and chromium in the alloy body are broken up and 
segregated in their combination with the deposited silicon to 
form various metal-silicon phases. The mechanism on the formation 
of the silicide protective film is discussed in Section G(3) 
in the following. 

( 3 )  Corrosion Mechanism Inside The Hydrochlorination Reactor 

a. Chemical Process 

The deposition of silicon on the metal alloy surface may be 
postulated as the result of a chemical vapor deposition process 
from the reverse hydrochlorination reaction. 

4 SiHC13 3 SiC14 + 2 H2 + si 
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A t  the  s tar t  o f  t he  hydrochlorination react ion, ,  t he  a c t i v i t y  
(concentrat ion)  o f  s i l i c o n  on the metal  sur face  i s  zero.  A s  t h e  
r eac t ion  proceeds, s i l i c o n  is  deposited u n t i l  t h e  a c t i v i t y  o f  
S i  on the  metal  surface reaches a t  s teady s t a t e  concentration. 
A dynamic equi l ibr ium e x i s t s  between t h e  s i l i c o n  on the metal  
sur face  and the  r eac t ion  mixture i n  the  gas phase. The forward 
hydrochlor inat ion r eac t ion  can consume the  deposited s i l i c o n  on 
the  metal  sur face .  However, as s i l i c o n  is consumed, the  reduced 
a c t i v i t y  o f  s i l i c o n  causes t h e  hydrochlorination r eac t ion  t o  
re-deposit  s i l i c o n  on the  metal  sur face  u n t i l  an equilibrium 
concentrat ion i s  again reached. Although H C 1  i s  known t o  be 
h ighly  corrosive t o  metals and a l l o y s  a t  temperature above 450 C ,  
t he  concentrat ion o f  H C 1  i n  the  hydrochlor inat ion r eac to r  i s  
very small. The gas phase contains  approximately 0.03 - 0.1  % 
H C 1  under normal operat ing condi t ions,  A t  500°C, H C 1  can 
c e r t a i n l y  a t t a c k  the  s i l i c i d e  p ro tec t ive  f i l m .  However, t he  
r eac t ion  w i l l  be s l o w  because o f  i t s  low concentrat ions.  Further- 
more, H C 1  i s  more r eac t ive  toward S i  than the  metals,  Fe, N i  and 
C r ,  H C 1  i s  most  l i k e l y  consumed t o  f o r m  SiHCl 
a r e  fa r  more v o l a t i l e  than those o f  FeC12, N i C 1 2  and C r C l  
S i  i s  reacted away by H C 1 ,  t h e  reverse  hydrochlorination r eac t ion  
re-deposi ts  s i l i c o n  t o  r e s t o r e  i t s  equi l ibr ium concentrat ion on 
the  s i l i c i d e  f i l m  surface.  Resul ts  o f  t he  corrosion t e s t  show 
no l o s s  of  ma te r i a l s  f rom the  samples. Therefore,  one may conclude 
t h a t  t he re  i s  no s i g n i f i c a n t  corrosion o f  metals and a l l o y s  
in s ide  the hydrochlor inat ion r e a c t o r  due t o  chemical reac t ions .  

0 

and SiC14 which 
A s  

3 
3' 

(b)  Physical  Process 

If the  s i l i c i d e  p ro tec t ive  f i l m  i s  produced by the  chemical 
process alone, one would expect only a very t h i n  deposi t  on the  
metal  sur face ,  s ince  a chemical r eac t ion  on a s o l i d  surface does 
not  normally involve sur face  atoms more than 10 t o  20 atomic 
l a y e r s  deep. Once a s teady s t a t e  equi l ibr ium is  reached, t he  
s i l i c i d e  f i l m  s h a l l  stopgrowing. Resul ts  o f  t h e  corrosion t e s t s  
show t h a t  t h i s  is c e r t a i n l y  not  t h e  case.  Therefore,  o ther  
physical  process must be operat ive i n  order  t o  account f o r  t h e  
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continuous g rowth  of  t h e  s i l i c i d e  f i l m  on the  metal a l l o y  
sur face  
a thermal d i f fus ion  process  o f  s i l i c o n  t o  f o r m  metal-s i l icon 
phases may be postulated.  I n  the case o f  n i c k e l  and copper, 
some metal-s i l icon phases a r e  formed a t  r e l a t i v e l y  low 
temperatures,  e .g . ,  Cu3Si (558'C, 802OC), Ni3Si2 ( 8 4 5 O C ,  
9 6 4 O C )  and N i s i  (992OC). Thus, t he  continuous d i f fus ion  o f  
s i l i c o n  i n t o  t h e  metal a l l o y  body t o  f rom the  var ious metal- 
s i l i c o n  phases may be postulated as t h e  mechanism f o r  t h e  
continuous growth of  t h e  s i l i c i d e  f i l m  i n  t h e  hydrochlorination 
r eac t ion  enviroment. The continuous growth o f  t h e  s i l i c i d e  f i l m  
t o  a t h i c k  sca l e  a f t e r  long periods o f  operation of the  hydro- 
ch lo r ina t ion  r eac to r  c o n s t i t u t e s  a p o t e n t i a l  corrosion o f  t h e  
r eac to r  w a l l .  A t h i ck  s c a l e  can weaken the  r e a c t o r  w a l l .  
Fortunately,  some a l l o y s  a r e  highly r e s i s t a n t  t o  s ca l e  growth. 

A t  t h e  r a t h e r  high r eac t ion  temperature o f  5 O O 0 C ,  

The corrosion t e s t  r e s u l t s  i n  Table X X X I  show very high 
growth r a t e  o f  the  s i l i c i d e  f i l m  on pure metals,  n i cke l  and 
copper. Carbon s t e e l  which i s  b a s i c a l l y  i r o n  a l s o  has a high 
growth r a t e .  In t e re s t ing ly ,  the  growth r a t e  o f  an a l l o y  o f  
n i cke l  and copper, Alloy 400 (2/3 N i  and l/3 Cu a t  90 mils/year),  
i s  much slower than those o f  t he  pure metals,  n i cke l  (435 m i l s /  
year)  and copper (451 mils/year).  A p laus ib le  explanation i s  
t h a t  there  a r e  metal-metal phases i n  an a l loy .  A s  s i l i c o n  is  
deposited onto the  metal  surface,  t he  metal combines with 
s i l i c o n  t o  form meta l - s i l i con  phases. I n  t h e  case of  n i c k e l  
and copper, t h e  corrosion t e s t  r e s u l t s  appear t o  i nd ica t e  t h a t  
t h e  most  s t a b l e  form of  n i cke l - s i l i con  and copper-sil icon 
phases a r e  produced i n  the  course o f  t h e  thermal d i f fus ion  
process.  In the  case o f  Alloy 400, t h e  nickel-copper phases 
i n  the  a l l o y  must be broken up i n  order  t o  f o r m  t h e  n icke l -  
s i l i c o n  and t h e  copper-sil icon phases. Thus, t h e  e x t r a  energy 
required may explain t h e  slower growth r a t e  o f  t h e  s i l i c i d e  
f i l m  on Alloy 600 i n  comparison with those o f  pure n i cke l  and 
copper, 

One may apply t h e  same argument for t he  multi-component 
a l l o y  system, such as, s t a i n l e s s  s t e e l ,  Incoloy 800H and 
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Hastel loy B-2 t o  account f o r  t he  s t i l l  slower growth o f  the 
s i l i c i d e  f i l m  on these  a l l o y s ,  However, t h e r e  i s  another  f a c t o r  
involved i n  the  thermal d i f f u s i o n  process.  S t a i n l e s s  s t e e l ,  
Incoloy 800H and Hastel loy B-2 contain a t h i r d  m e t a l l i c  element, 
chromium (m.p, 1890'C) and molybdenum (m.p. 2620°C), which has  
a melting temperature much h igher  than those o f  s i l i c o n  (m.p. 
1 4 2 O C C ) ,  n i cke l  (m.p. 1455'C), copper (m.p. 1083'C) and i r o n  
(m.  p. 1535°C). The corresponding chromium-silicon and molybdenum- 
s i l i c o n  phases a r e  a l s o  fo rm a t  a much h igher  temperature than 
t h o s e  of n i cke l  and copper, v i z . ,  CrSi2 ( 1 5 5 O " C ) ,  CrSi (1600eC), 
MoSi2 (18?0*C) and Mo S i  (2l9OoC). The s i l i c i d e  f i l m s  on s t a i n l e s s  
s t e e l ,  Incoloy 800H and Has te l loy  B-2 do n o t  necessa r i ly  contain 
these  d i s c r e t e  Cr-Si and Mo-Si phases. The genera l iza t ion  is t h a t  
a higher  temperature i s  needed t o  a l l o y  s i l i c o n  with C r  and Mo 
than those o f  n i c k e l  and copper. Consequently, s t a i n l e s s  s t e e l ,  
Incoloy 800H and Hastel loy B-2 a r e  the  most  r e s i s t a n t  t o  s c a l e  
growth. 

3 

(4)  Optimum Mater ia l  o f  Construction f o r  t h e  Hydrochlo- 
r i n a t i o n  Reactor 

The present  experimental  s tudy on t h e  subjec t  of  co,rrosion 
is  pr imar i ly  concerned with what happens t o  t he  metal  r eac to r  i n  
the  hydrochlor inat ion r eac t ion  enviroment. There a r e  o ther  f o r m s  
o f  corrosion which must be taken i n t o  account i n  s e l e c t i n g  t h e  
proper ma te r i a l  o f  cons t ruc t ion  f o r  t he  hydrochlorination r e a c t o r .  
In  f a c t ,  p o t e n t i a l  problems should be t r aced  a l l  t h e  way back t o  
t he  manufacturing process of t h e  a l l o y  which must meet the des i r ed  
meta l lurg ica l  s p e c i f i c a t i o n s ,  The mechanical and thermal process 
(forming, welding, e t c . )  which f a b r i c a t e s  t h e  a l l o y  t o  f o r m  t h e  
piece o f  equipment can a l t e r  the  proper ty  of the a l loy .  A 
c l a s s i c a l  example o f  the  p o t e n t i a l  cor ros ion  problem i s  the  
" s e n s i t i z a t i o n "  o f  a u s t e n i t i c  s t a i n l e s s  s teel .  The s e n s i t i z a t i o n  
may be r e s u l t e d  f rom an uncontrol led thermal cycle ,  such as, i n  
a welding process,  P r e c i p i t a t i o n  o f  chromium carbide (cr23c6) can 
deplete  the  chromium a t  the  g r a i n  boundary. The n e t  r e s u l t  i s  a 
sharp reduct ion i n  the  a l l o y ' s  r e s i s t a n c e  t o  chemical a t t ack .  
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Contamination of foreign material in the testing procedurep 
storage and transportation of the equipment could be another 
potnetial problem area. The atmospheric enviroment in which the 
reactor is installed is an important factor in selecting the 
proper material of construction, The atmospheric enviroment 
inside a chlorosilane processing plant may be considered as 
corrosive. The presence of acid chlorides, H C 1  and chlorosilane 
vapor contribute to the corrosive nature of the enviroment, 
Interaction of these acidic chlorides with moisture in the 
atmosphere produces a strong acid. "Chloride Stress Corrosion 
Crack'' is a serious corrosion problem in the presence of a 
high level of chloride in the enviroment. Austenitic stainless 
steels are particularly sensitive to this type of structural 
failure which is generally believed to be the result of a 
transgranular attack by chloride accelerated by 
internal stress. The operating temperature of 500°C and above 
will also subject the outside wall of the hydrochlorination 
reactor to a high temperature enviroment. Oxidation and the 
presence of potentially corrosive contaminant (chloride, etc.) 
at these high temperatures represent still another potential 
corrosion of the hydrochlorination reactor. After the reactor 
has been in operation, there will be periods of shutdown for 
service and repair. Exposure of the inside wall of the reactor 
to air and moisture can readily destroy the silicide protective 
film. Hydrolysis of residual metal chlorides and chlorosilanes 
produces a strong acid which can further corrode the exposed 
metal alloy. 

Pure nickel and copper used in the corrosion study are 
primarily for theoretical interest. Pure metals are generally 
not very good material of construction,which is characterized 
by poor mechanical strength. In the case of carbon steel, the 
prospect of forming a thick silicide scale is a potentially 
serious corrosion problem. Furthermore, in the presence of 
hydrogen gas at high temperature and pressure, hydrogen 
embrittlement is potentially another serious corrosion problem 
for carbon steel. Although carbon steel is a low-cost material 
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of construction, it does not appear to be a suitable material 
of construction for the hydrochlorination reactor. Stainless 
steel, Incoloy 800H and Hastelloy B-2 produce a stable silicide 
protective film on the metal surface. The silicide film does 
not penetrate deeply into the base metal at a rapid rate to form 
a thick scale. These alloys also show good resistence to the 
other forms of corrosion such as those in a high chloride level 
and high temperature oxidative enviroments. Although at a lower 
cost, stainless steel is somewhat less satisfactory as the 
material of construction for the hydrochlorination reactor, 
since it is more susceptable to chloride strss corrosion crack. 
In general, the type of alloys with high Ni, Cr and Mo contents 
similar to those of stainless steel, Incoloy 800H and Hastelloy 
B-2 are suitable material of construction for the hydrochlorination 
reactor. 

Finally, there is the important element of cost. The cost of 
the base metal alloy, the cost of fabrication and the cost of 
repair are important factors in selecting the optimum material 
of construction for the hydrochlorination reactor. In general, 
the higher the nickel, chromium and molybdenum contents in a 
given alloy, the better is its corrosion resistance properties 
but also at a higher price. Therefore, the optimum material of 
construction for the hydrochlorination reactor is the choice of 
a good compromise between the performance of  the piece of 
equipment and the cost of building it. 

IV. CONCLUSIONS 

The research and development work carried out under the 
JPL Contract No, 956061 at Solarelectronics, Inc. has fulfilled 
a l l  the program objectives. The expanded study on the hydrochlo- 
rination of SiCllc and m.g. silicon metal carried out over a 
wide range of temperature, pressure and concentration has 
provided the basic reaction kinetic data for the hydrochlo- 
rination process. The hydrochlorination reaction has been shown 
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3" to be an efficient process for the production of SiHCl 
The process can be operated under a wide range of practical 
reaction conditions. The corrosion study has shown that 
conventional alloys, such as stainless steel, Incoloy 800H 
and Hastelloy B-2, are suitable material of construction 
for the hydrochlorination reactor, 

A theoretical study on the hydrochlorination of SiC14 

3 and m.g. silicon metal to SiHCl has been completed. A 
rate equation has been developed to describe the experimental 
kinetic data for the hydrochlorination reaction. The 
equilibrium constant and the rate constant are measured 
as a function of temperature, pressure and concentration. 
Thermodynamic functions for the hydrochlorination reaction 
are measured. A plausible reaction mechanism has been 
postulated and proposed. The experimental study has provided 
a basic understanding on the hydrochlorination reaction. The 
corrosion study has also provided a basic understanding on 
the mechanism of corrosion of metals and alloys in the 
hydrochlorination reaction enviroment. 

V . REC OMMENDAT IONS 

The reaction kinetic measurements on the hydrochlo- 
rination of SiC14 and m.g. silicon metal have shown that the 
highest practical reaction temperature and pressure are 
desirable to maxinum conversion to SiHCl Additional 
corrosion data on metals and alloys under the hydrochlo- 
rination reaction enviroment at temperature above 500°C 
are very useful informations for the reactor design. 
Recommendations for further experimental study on the subject 
of corrosion may include, 

3' 

0 Time dependency on the growth rate of the silicide 
protective film as a function of time, 

0 Growth rate of the silicide film as a function of 
temperature, 
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Corrosion measurements at temperature above 500% 

e Upper temperature limit on selected alloys at which 
corrosion becomes excessive, 
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TABLE I 

THE HYDROCHLORINATION OF SiC14 AND M,G.  SILICON METAL 
AT 25 PSIG, 45OoC AND H2/SiC14 FEED RATIO OF 2.0 

Hydrowen Residence Product Composition, Mole % 
Sample Fkedrate Time 

SiH2C12 Nom SLM (') Second 

1 
2 

3 
4 

5 
6 

7 
8 

9 
10 

11 
12 

0.37 
0.37 

0.55 
0.55 

0.88 
0.88 

1.17 
1.17 

le48 
1.48 

1.89 
1.89 

81.9 
81.9 

55.1 
55.1 

34.4 
34.4 

25.9 
25.9 

20.5 
20.5 

16.0 
16.0 

0 a 09927 
0.08745 

0.1071 
0.1458 

0 . 09545 
0,1098 

0 0 07396 
Om 08641 

c0.05 
4 0.05 

4 0.05 

4 0 . 0 5  

SiHC13 

15 @ 98 
16.13 

15.37 
15 52 

14.72 
14.96 

14.32 
14.31 

13.70 
13.77 

12.98 
13.11 

5ic14 

83.92 
83.78 

84.52 
84.33 

85.18 
84.93 

85.61 
85.60 

86.30 
86.23 

87.02 
86.89 

(1) SLM, Standard Liter per Minute 



TABLE I1 

THE HYDROCHLORINATION OF SiC13 AND M.G. SILICON METAL 
AT 100 PSIG, 450°C AND H2/SiC14 FEED RATIO OF 2.0 

Hydrogen Residence Product Composition, Mole % 
Sample Feedrate Time 5ic14 3 SiH2C12 SiHCl No. SWI Second 

1 
2 

3 
4 

5 
6 

7 
8 

0*5 
0.5 

1.1 
1.1 

2.1 
2.1 

4.2 
4.2 

17 9 0,3040 
17 9 0.3119 

81.4 0.2515 
81.4 0 * 2525 

42.6 0.1764 
42.6 0.2408 

21.3 4 0 . 0 5  

21.3 < o . o j  

19 74 
20.13 

18.24 
18.60 

15 47 
15.42 

12.47. 
11.72 

79.95 
79.56 

81.51 
81.15 

84.35 
84.33 

87 52 
88.28 



9 9 51) - 8 4  7 

TABLE I11 

THE HYDROCHLORINATION OF SiG14 AND M.G. SILICON METAL 
AT 150 PSIG, 45OoC AND H2/SiC14 FEED RATIO OF 2.0 

Hydrogen Residence Product Composition, Mole % 
Sample Feedrate Time 
No . SLM Second SiH2C12 SiHC13 5ic14 

1 0.67 183 Om 6027 23.64 75.73 
2 0.67 183 0 5873 23.90 75.51 

3 1.02 120 0,4889 22.04 77.47 
4 l m  02 120 0.4401 22-09 77.47 

5 1-57 78.1 0.3653 19.45 80.15 
6 1.57 78.1 0 . 2910 18.94 80.77 

7 
8 

9 
10 

2.35 
2.35 

3.8 
3-8 

52.2 0.2729 16.91 82.81 
52.2 0.1756 17 17 82 . 66 
32.3 0.1192 13.47 86.41 
32.3 0.09731 13.21 86.69 

7 
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TABLE IV 

THE HYDROCHLORINATION OF S i C 1 4  AND M.G. SILICON METAL 
AT 200 PSIG, 45OoC AND H2/SiC14 FEED RATIO OF 2.0 

Hydrogen Residence 
Sample Feedrate T i m e  

N o  8 SLM Second 

1 0.86 198 
2 Om86 198 

3 1.25 136 
4 1.25 136 

5 1.96 86.9 
6 1.96 86.9 

7 2.65 64.3 
8 2.65 64.3 

9 4.05 42.0 
10 4.05 42.0 

Product Composition, Mole % 

SiH2C12  

0.6480 
0.7101 

0,4718 
0.4971 

0.3052 
0 8 2842 

0.2192 
0 a 2380 

0.1724 
0 e 08395 

3 S i H C l  

25.94 
26.05 

24.61 
24.16 

20.03 
20.29 

17 a 98. 
17.61 

14e82 
15 8 07 

5ic14 

73.41 
73824 

74.92 
75.34 

79.66 
79.43 

81.80 
82.16 

85.01 
84.85 
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TABLE V 

THE KYDROCHLORINATION OF S i C 1 4  AND M.G. SILICON METAL 
AT 25 PSIG, 500' C AND H2/SiC14 FEED RATIO OF 2 , O  

Hydrogen Residence Product Composition, Mole % 
Sample Feedrate T i m e  5ic14 3 S i H 2 C 1 2  S i H C l  No. SLM Second 

1 0.38 73.8 0.1684 18.16 81.67 
2 0.38 73.8 0.1483 18.13 81.73 

3 0.55 51.0 0 . 1354 17 * 89 81.97 
4 0.55 51.0 0 1373 17.88 81.98 

5 0.82 34.2 0.1841 17.43 82 39 
6 0.82 34.2 0.1389 17 I63 82 . 23 

7 1.48 18.9 0.1639 16.96 82.87 
8 1.48 18.9 0.1312 17 * 05 82 . 82 

9 2.10 13.4 0.1022 16.41 83.49 
10 2.10 13.4 0.1091 16.40 83 * 49 

(1) SUI, Standard L i t e r  per Minute 



TABLE VI 

THE HYDROCHLORINATION OF SiC14 AND M.G. SILICON METAL 
AT 100 PSIG, 500°C AND H2/SiC14 FEED RATIO OF 2.0 

Hydrogen Residence Product Composition, Mole % 
Sample Feedrate Time 
NO SZM Second SiH2C12 SiHC13 5ic14 

1 0.6 137 0.4614 22.90 76.64 
2 0.6 137 0 . 4954 22.77 76.74 

3 l w 2  68.5 0.4091 21.97 77.62 
4 1.2 68.5 o w  3854 22,08 77 @ 54 

5 2.4 34-3 0.3316 204 53 79.13 
6 2.4 34.3 0.3203 20.46 79.22 

7 4.8 17.1 0.2423 18.20 81.56 
8 4. a 17.1 . 0,2068 17.62 82.17 



TABLE VI1 

THE HYDROCHLORINATION OF SiC14 AND M.G. SILICON METAL 
AT 150 PSIG, 5 O O 0 C  AND H2/SiC14 FEED R A T I O  OF 2.0 

Hydrogen Residence 
Sample Feedrate Time 
No. SLM Second 

1 0.65 173 
2 0.65 17 3 

3 0.98 115 
4 0.98 115 

5 1.43 78.6 
6 1.43 78.6 

7 2.1 53.5 
8 2.1 53.5 

9 3.3 34.1 
10 3.3 34.1 

Product Composition, Mole % 

SiH2C12 SiHCl 3 5ic14 

0.7586 27.47 71.77 
0.7333 27 e 65 71.62 

0 . 7298 26.85 72.42 
0.7043 26 39 72.90 

0.5694 24.37 75.06 
0.4978 24.39 75.11 

0 3594 22.48 77.16 
0.4680 22.72 76.81 

0.3718 19.14 80.49 
0.3366 19.02 80.64 



TABLE V I 1 1  

THE HYDROCHLORINATION OF S i C 1 4  AND M.G.  SILICON METAL 
AT 200 PSIG, 5 O O 0 C  AND H2/SiC14 FEED RATIO OF 2.0 

Hydrogen Residence Product Composition, Mole % 
& 

Sample Feedrate T i m e  

3 S iH2C12  S i H C 1  No SLM Second 

1 
2 

3 
4 

5 
6 

7 
8 

9 
10 

0.82 
Om82 

1.24 
1.24 

1.82 
1.82 

2.50 
2.50 

3.75 
3.75 

190 
190 

126 
126 

85.6 
85.6 

62.3 
62.3 

41.5 
41.5 

0.7714 
0.8315 

Om8581 
0.8830 

Om 6148 
0 8 5398 

0 4637 
0.4790 

0.3171 
0.4346 

30.77 
30.67 

29.85 
30.05 

26.99 
27 . 35 

23.99 
24.18 

21.66 
21.56 

5ic14 

68.46 
68 50 

69.30 
69.06 

72.39 
72m11 

75.54 
75934 

78.03 
78.00 
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TABLE IX 

THE HYDROCHLORINATION OF S i C 1 4  AND M.G, SILICON METAL 
AT 100 PSIG, 350' C AND H2/SiC14 FEED RATIO OF 2 .0  

Hydrogen Residence Product Composition, Mole % 
Sample Feedrate Time 

No. SLM Second SiH2C12 S i H C 1 3  S i C 1 4  

0.6 167 
0.6 167 

1.5 66.8 
1.5 66m8 

2.8 35.8 
2.8 35.8 

4.0 25.1 
4.0 25.1 

c 0.05 

c 0.05 

c 0.05 
4 0 . 0 5  

4 0 . 0 5  

4 0 . 0 5  

c 0.05 
4 0 . 0 5  

6,038 
6.232 

2.723 
2.876 

1.836 
1 . 964 

1.254 
1.411 

93 * 96 
93.77 

97 a 28 
97.12 

98.16 
98.04 

98.75 
98 0 59 

(1) SLM, Standard Liter per Minute 
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TABLE X 

THE HYDROCHLORINATION OF SiC14 AND M.G, SILICON METAL 
AT 100 PSIG, 400'C AND H2/SiC14 FEED RATIO OF 2.0 

Hydrogen Residence Product Composition, Mole % 
Sample Feedrate Time 

SWI Second SiH2C12 SiHC13 NO a 

0.6 
Om6 

1.2 
1.2 

1.9 
1. 9 

3.3 
3.3 

161 
161 

80.5 
80.5 

50.8 
50.8 

29.2 
29.2 

0.07554 
0.08251 

4 0.05 

c o . 0 5  

4 Om05 
4 0.05 

< 0.05 
4 0.05 

13.18 
13.55 

8.986 
9.183 

7 m 494 
7.646 

5.608 
5.656 

SiC14 

86.74 
86.36 

91.01 
90.82 

92.51 
92 * 35 

94e.39 
94.34 
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TABLE XI 

THE HYDROCHZORINATION OF SiC14 AND M.G. SILICON METAL 
AT 100 PSIG, 500' C AND H2/SiC1,, FEED RATIO OF 1.0 

Hydrogen Residence Product Composition, Mole % 
Sample Feedrate Time 
No. SLM Second SiH2C12 SiHC13 

1 0.4 154 0.3730 18.98 
2 0.4 154 0,3464 18.71 

3 0.7 88.0 0,2847 18.34 
4 0.7 88.0 0.3317 18.29 

5 1.1 56.0 0.2877 17 * 77 
6 1.3. 56.0 0.2420 17.62 

7 2.0 30.8 0.2161 16.44 
8 2.0 30.8 0.2103 16.25 

9 3.5 17.6 00 1775 15.07 
10 3.5 17.6 0 1729 14a33 

5ic14 

80.65 
80.94 

81.38 
81.38 

81.95 
82.14 

83 * 34 
83*54 

84.75 
85 * 50 

(1) SZM, Standard Liter per Minute 



TABLE XI1 

THE HYDROCHLORINATION OF SiC14 AND M.G. SILICON METAL 
AT 100 PSIG, 5OO0C AND H2/SiC14 FEED RATIO OF 2.8 

Hydrogen Residence Product Composition, Mole % 
Sample Feedrate Time 
No. SLM Second SiH2C12 SiHCl 3 5ic14 

1 0.6 154 0 5759 24.49 74.94 
2 0.6 154 0.5298 24.46 75.01 

3 1.2 77.0 0.4124 23.64 75.95 
1.2 77.0 0.5521 23.84 75.61 4 

5 2.1 44.0 0 3953 23 09 76851 
6 2.1 44.0 0 * 5299 22.73 76 74 

7 4.15 22.3 0 4223 21.29 78 29 
8 4.15 22.3 0.4329 20 . 69 78.88 
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TABLE XI11 

THE HYDROCHLORINATION OF SiC14 AND M.G. SILICON METAL 
AT 100 PSIG, 500aC AND H2/SiC14 FEED RATIO OF 4.0 

Hydrogen Residence Product Composition, Mole k 
Sample Feedrate Time 
No SLM Second SiH2C12 SSHC13 5ic14 

1 0.7 145 0.6050 26.54 72.86 
2 0.7 145 0 * 5453 26.85 72.61 

3 1.2 84.6 0,5820 26.50 72.92 
4 1.2 84.6 0.5479 26.72 72.73 

5 2.1 48.3 0.4983 25.66 73.84 
6 2.1 48.3 0 . 4669 25 e 23 74m 3' 

7 4.2 24.2 0 . 4479 22.11 77.44 
8 4.2 24.2 0,4267 21.81 77 . 76 



TABLE XIV 

THE HYDROCHLORINATION OF SiC14 AND M.G. SILICON METAL 
AT 100 PSIG, 500°C AND H2/SiC14 FEED RATIO OF 4.7 

Hydrogen Residence 
Sample Feedrate Time 
No. SLM Second 

1 0.65 163 
2 0.65 163 

3 0.9 118 
4 0.9 118 

5 1.2 88.3 
6 1.2 88.3 

7 2.4 44.1 
8 2.4 44.1 

9 4.1 25.8 
10 4.1 25.8 

Product Composition, Mole % 

SiH2C12 SiHC13 5ic14 

O a 6244 28.12 71.26 
0.7960 27 * 85 71.35 

0.6961 27 47 71.83 
0.6743 27.70 71.62 

0.6617 26.61 72.73 
0,6504 27 a 18 72.17 

0.6020 25.84 73.56 
0.5812 26.06 73.36 

0.2576 24.64 75.10 
0.2655 24.51 75.23 



9 9 5 9 - 8 4 7  
T A B L E  XV 

E Q U I L I B R I U M  C O M P O S I T I O N S  OF C H L O R O S I L A N E  PRODUCTS F O R  
T H E  HYDROCHLORINATION OF S i C 1 4  AND M.G. S I L I C O N  METAL 
AT 100 P S I G ,  H,/SiC14 = 2 . 0  AND A T  V A R I O U S  T E M P E R A T U R E S  

Sample R e a c t i o n  R e s i d e n c e  
Temperature T i m e  

No. 

I 
I 
I 
I 

I1 
I1 
I1 
I1 

I11 
I11 
I11 
I11 

IV 
I V  
I V  
IV 

@ C  

500 
500 
500 
500 

525 
525 
525 
525 

550 
550 
550 
550 

575 
575 
575 
575 

Second 

Product  C o m p o s i t i o n ,  M o l e  ’$ 

S i H 2 C 1 2  S i H C 1 3  5ic14 

148 
148 
148 
148 

A v e r a g e  = 

138 
138 
138 
138 

A v e r a g e  = 

101 
101 

101 
101 

A v e r a g e  = 

98 
98 
98 
98 

A v e r a g e  = 

0.3726 
0 a 3596 
0.3779 
0 . 3600 

0 9 3675 

0.4781 
0.3651 
0.4141 
0 4359 

0.4233 

0.5750 
0.5125 

0,5650 

0.5406 

0 5857 
0.5294 
0.5070 
0.4828 

0.5262 

00 5099 

22.29 

22.15 

22.13 

21.98 

22.11 

23.25 
22.98 
22.92 
22.93 

23.02 

24 ,Oj  

23.98 
24.21 

23.98 

24.06 

24.89 
24 84 
24.85 
24* 92 

24.88 

77.33 
77 66 
77 47 
77 53 

77 50 

76.27 
76.66 
76.66 
76.64 

76 56 

75.38 
75.51- 
75 28 
75 45 

75.40 

74.53 
74.63 
74.64 
74,60 

74.60 
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T A B L E  X V I I  

E Q U I L I B R I U M  C O M P O S I T I O N  OF THE HYDROCHLORINATION 
R E A C T I O N  M I X T U R E  AT ATMOSPHERIC P R E S S U R E  W I T H  A 

H 2 / S i C 1 4  R A T I O  OF 2.0 AT V A R I O U S  TEMPERATURES 

R u n  T e m p e r a t u r e  

N o .  *C 

1 500 

2 550 

3 600 

4 650 

5 700 

Residence Product  C o m p o s i t i o n ,  Mole $ T i m e  
Second S i H C 1 3  S i C 1 4  

81.9 16.82 83.18 

51.3 18.12 81.88 

48.3 19.24 80.76 

45.7 19.69 80.31 

43.3 19.93 80.07 

* A v e r a g e  o f  f o u r  t o  s i x  analyses 

71 



TABLE X V I I I  EQUILIBRIUM CONSTANTS FOR THE HYDROCHLORINATION 
OF SiC14 AND M.G. SILICON AT VARIOUS TEMPERATURES 

Temperature E q u i l i b r i u m  Composi t ion E q u i l i b r i u m  
C ons  t an t Mole F r a c t i o n s  

K x 10-3 SiC14 H2 * C  SiHCl 

500 0.05940 0 * 2937 0.6469 1.17 

550 0,06428 0.2905 0.6452 1.67 

600 0.06853 0.2876 0 ,6438 2.24 

650 0.07024 0,2865 0.6433 2.50 

700 0.07116 0.2859 0,6429 2.65 
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TABLE X X I I  

THE HYDROCHLORINATION OF SiC14 A N D  M.G. SILICON METAL 
AT 5 5 O ' C ,  100 PSIG A N D  H 2 / S i C 1 4  FEED R A T I O  OF 2 .0  

Hydrogen Residence 
Sample Feedrate T i m e  

No. SLM Second 

1 0.65 109 
2 0.65 109 

3 1 . 0 0  70.9 
4 1 .00  70.9 

5 1.60 44.3 
6 1.60 44.3 

7 2.40 29* 5 
8 2.40 29.5 

9 3.40 20.8 
10 3.40 20 .8  

11 5.10 13.9 
12 5.10 13.9 

P r o d u c t  Composi t ion,  Mole % 

S i H 2 C 1 2  

0.6471 
0.6821 

0.6317 
0.6733 

0.6532 
0.5337 

0.5069 
0.5456 

0,4188 
0.4848 

0.3894 
0.4431 

3 SiHCl 

24.72 
24.46 

24.36 
24.25 

23.61 
24.31 

23*29 
23.34 

22.08 
21.83 

20.16 
20.57 

5ic14 

74.64 
74.86 

75.00 
75.08 

75 74 
75.15 

76.21 
76.11 

77 50 
77 68 

79.45 
78 99 

7 





TABLE XXIV RATE CONSTANTS FOR THE HYDROCHLORINATION OF SiC14 AT 
100 PSIG, SOO'C AS A FUNCTION OF H2/SiC14 FEED RATIO 

H2/SiC14 Equilibrium Composition Rate Constant 
Feed Mole % kl 
Ratio SiHCl SiClq- x 10-3 Sec. -1 

4*7 28.0 72.0 12.7 

4.0 26.8 73.2 12.2 

2.8 

2 .0  

24.5 75.5 

22.8 77.2 

11.4 

10.9 

1.0 18.8 81.2 9.30 



TABLE XXV SUMMARY OF RATE CONSTANTS F O R  THE HYDROCHLORINATION 
OF sic14 AT 500% AS A FUNCTION OF REACTOR PRESSURE 

Reactor H2/SiC l4 Equ i 1 ibrium Rate Constant 
Pressure Ratio Mole % kl 

SiC14 1 0 - 3 ~ ~ ~ .  -1 psig.  A t m .  SiHCl 

25 2.70 2.0 18.4 81.6 14.5 

73 5.97 2.8 23.4 76.6 13.0 

100 7.80 2.0 22.9 77 .1  12.2 

200 14.6 2.0 31.0 69.0 8.33 

500 359 0 2.8 37.5 62.5 7.06 



TABLE XXVI  RELATIVE R E A C T I O N  RATES BETWEEN HYDROGEN AND DEUTERIUM 
I N  THE HYDROCHLORINATION OF SiC14 AND M.G. SILICON AT 
450’6, 15 PSIA AND H 2 / S i C 1 4  AND D2/SiC14 R A T I O  OF 2 . 0  

Reaction Products Composition, Mole % Residence 
T i m e  Run 

SiC14 S i D  C 1  S i D C l  SiC14 
2 2 3  

S i H  C 1  S i H C l  
2 2 3  

N o .  Second 

1 142 0 3756 16.15 83.48 

1 142 0.2545 15.66 84.08 
1 142 0.1648 15.84 84.00 

Ave. 0.2980 16.01 83.70 

1 142 0,397 1 16.38 83.22 

2 142 
2 142 
2 142 
2 142 

0.2534 16.06 83.68 

0.2838 16.44 03.28 

0.2704 16.23 83.50 
0.2711 16.46 83.27 

Ave. 0.2697 16.30 83.43 

60.2 0.1675 15.71 84.12 

60.2 0.1933 15.82 83.99 
Ave. 0.1800 15.84 83.98 

60.2 0.1816 15.98 83.84 
3 
3 
3 

4 60.2 
4 60.2 
4 60.2 

0.1768 
0.2010 
0 .  187’6 

Ave. 0.1885 

15.48 
15.85 
15.69 
15.67 

84.34 
83.95 
84. 12  
84.14 

30.2 0.1467 14.51 8 5 3 4  

5 30.2 0.1387 14.29 85.57 
5 30.2 0.1612 14.73 85.11 
5 

Ave. 0.1487 14.51 85.34 

6 30.2 
6 30.2 
6 30.2 

0.1318 14.92 84.95 
0.1701 14.80 85.03 
0.1485 14.46 85.39 

Ave. 0.1501 14.73 85.12 



TABLE X X V I I  RELATIVE R E A C T I O N  RATES BETWEEN HYDROGEN AND DEUTERIUM 
I N  THE HYDROCHLORINATION OF SiC14 AND M,G.  SILICON AT 
420JC, 15 PSIA AND H 2 / S i C 1 4  AND D 2 / S i C 1 4  RATIO OF 2 , O  

Run 

No a 

1 
1 

2 
2 

3 
3 
3 
3 

4 
4 
4 
4 

5 
5 
5 
5 

6 
6 
6 
6 

7 
7 
7 

8 
8 
8 

Residence 
T i m e  

* 
Reaction Product  Composition i n  Mole % 

Second S i H C l  SiC14 S i D C l  5ic14 
196 14.93 85.07 
196 14.88 85.12 

196 
196 

76*7 
76.7 
76.7 
76.7 

76.7 

76.7 
76.7 

76.7 

43.0 
43.0 
43.0 
43.0 

Ave. 14.91 

14.71 
14.72 

14.40 
Ave. 14.60 

14.55 

12.52 

%54 
12.87 

12.86 

85.09 

85.29 
85.28 
85.45 
85.60 
85.40 

87.48 
87.13 
87.46 
87.14 

14.83 
15.00 

Ave. 14.92 

14.28 
14.47 
14.34 
14.50 

Ave. 14.40 

85.17 
85.00 
85.08 

85.72 
85.53 
85.66 
85.50 
85.60 

Ave. 12.70 87.30 
43.0 12.87 87.13 
43.0 13.52 86.48 
43.0 12.97 87 * 03 
43.0 12.44 87 9 56 

Ave. 12.95 87.05 
24.8 IO. 84 89.16 
24.8 11.09 89.91 
24.8 Io* 99 89.01 

Ave. 10.97 89.36 
24.8 11.29 88.71 
24.8 11.11 88 e 89 
24.8 10.99 89.01 

Ave. 11.13 88.87 

* The amount of  S i H 2 C 1 2  and S i D 2 C 1 2  i s  t o o  s m a l l  t o  be 

determined accurately.  

8 '  



TABLE XXVIII H C 1  ANALYSIS ON THE HYDROCHLORINATION OF SiC14 

AT 500QC, 300 PSIG AND H 2 / S i C 1 4  RATIO OF 2.0 

Sample Residence Reaction Product Composition, Area $ 
~ 

T i m e  
No. Second HC 1 

209 0.5970 4" 

1 96 0.1235 

2 96 0.1388 

3 138 0.3326 

4 138 0.4343 

5 209 0.5962 

S i H 2 C 1 2  S i H C  l3 SiC14 

0.7512 

0.7611 

0.4878 

0.5163 

0.7961 

0.3325 

0.7303 

0 8337 

32.66 

31.64 

26.69 

26.75 

31.75 

31.84 

31.95 

31.93 

64.04 

66.66 

71.98 

71.92 

66.57 

66.80 

65.82 

66.05 

* f rom a separated analysis 

b 
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TABLE XXIX APPROXIMATE COMPOSITION OF THE 
METAL ALLOYS FOR CORROSION TEST 

Metals, A l l o y s  Approximate Composi t ions 

Carbon S t e e l  Basical ly  I r o n ,  + 95% Fe 

Nicke l  Pure 

Copper Pure 

S t a i n l e s s  S t e e l  68% Fe,  19% C r ,  10% N i ,  2% Mn, 

(Type 304) 1% S i  

Al loy  400 (Monel) 2/3 N i ,  1/3 Cu 

I n c o l o y  800 H 45% Fe,  30% N i ,  23% C r ,  1% Mn, 
0.6% S i  

H a s t e l l o y  B-2 68% N i ,  28% Mo, 2% Fe, 1% Cr, 
1% Mn 



X 
X 
X 

w 
4 

4 m 
m 

co 
0 
co m 

0 
0 
f 

0 
0 
3 

2 
rl 
rl 
4 

rl 
a, 
a, 
+J rn 

P 
k 
cd 
u 

rl 
a, 
a, 
P rn 
c 
0 
P 
k 
rd 
u 

4 
a, 
a, 
+J rn 

rl 
a, 
a, +J rn 
ul 
ul 
a, 
rl r: 
.I4 
cd 
+J 
v1 

5 
0 
co 

9 
rl 
0 
0 
F: 
H 

5 
0 
60 

$ 
rl 
0 
0 

H 
F: 

N 
I 
19 

2 
rl 
rl 
a, 
P 
ul 
rd 
X 

N 
I m 

2 
rl 
4 
a, 
13 
ul 
rd 
X 



9953 - 8 4  7 

x 

d- 
(D 
P 
P 
0 cc 

E 

Y 
N 

w 
N 

N 

0 

0 
-F 
w 
0 

c1 

w 

- 
0 

0 m 

N 
03 

H 

2 
0 
I--' 
0 r 
03 
0 
0 
X 

w 
0 

w 

0 

0 u 
tu 
F 

w 

4 

a, 

0 

0 
\o 

w 
w 

m 
d- 
P, 
Ps 

2J 
(D 
ro 
rn 
m 
rt 
(D 
(D 
I--' 

tr 
v) 

cn 

0 

0 
F- 
a, 
4 

N 

cn 

tr 
N 

0 

tr 
-F 

4= 
a, 

c3. 
p, 
'5 
d s 
m 
d- 
(D 
(D 
P 

tr 
0 

co 

0 

P 
W cn 
v) 

03 

v) 

cn 
o\ 

0 

o\ 
-F 

tu 
N 
'P 

53 
P 
I-J 

4 
e 
0 
0 

w 
P 

N 

0 

r 
0 
r 
v) 

w 
w 

N 
W 

0 

N 
o\ 

\o 
0 

H 
(D m 

9 

si 
0 
=a z 
0 ul 
H 
0 
Z 

LJ7 
0 
0 

w 
0 
0 

w m 
H 
r;l " 

X 
N 

h 
P' 
si 
P 

F 

i2 
H 
H 
0 

0 
r 
N 

0 

03 
4 

3 c 
z 
m 



A 

W 
W D 

z m 
2 

- 
3 
-I 
0 

v1 

Y= 
r 
n 

m 
v 



FIGURE I 1  THE FLUIDIZED- ED REACTOR D GRID DESIG 

1/4" B a l l  Valve For 
Fresh S i  I n l e t  t o  
Reactor 

o-- 

k ar 
.-I 
P I  
0 
k 
CI 
E: 
0 u 

0 
B 

u 
A. 
3 
Cn 
rl 
I 4  

e, 
A. 
3 
0 
0 
Ln . 
k 
a, u a ar 
3: 
rl 
0 
Lc 
4J 
2: 
0 u 

o--- 

2" Swagelok C a p  I 

H2/SiC1 I n l e t  

Heat-Traced 
4 -  

&----- Thermocouple To Temperature Con t ro l l e r  

/-- --a To Condenser Assembly 7 
*----- 2" Swagelok Cap 

Auxil iary Heater (1) 
Variable  Power Out-Put 

II i  I 400 VA @ 115 VAC 

- - - - - - -  -Hydrochlorination Reactor 
2" O.D. x 4 2 "  L. Type 304 
S t a i n l e s s  S t e e l  

Auxi l ia ry  Heater ( 2 )  

.- - - - -- -Thermocouple Well 

Auxil iary Heater (3)  

- - - _ _ _  _ _  S i l i c o n  Metal Mass Bed 

w+ - - Thermocouple 

Five-or if ice 
Grid Design 

Aux i 1 iar  y 
Heater ( 4 )  

Ill = y - o  
- - - -S ta in l e s s  S t e e l  

1 And I n l e t  O r i f i c e  = 0.05'' 
x = 0.32" 

Block, Pre-Heater 

3/8" Swagelok 
Male Connector 

Tube 



48 

0 

0 

VI 
0 

I--r 
0 
0 

w 
v-i 
0 

N 
0 
0 

W 

v) 

0 
r 
lz' 

H 

+ 
10 
S 
10 

+ 
cn 

' H  

II 

cn 
'II= 
0 
I- 

W 

Y 

1--I 
0 
0 

-0 cn 

9 3 50 - 8 4  7 

I---r 
0 

t 
w 
0 
0 

-0 m 
0 
U 

h3 w 
0 0 

I---r h3 w 
0 0 0 
s s 

W 

0 

rn 
u1 

V cn 
0 
W 

h) 
0 
0 

W m 
0 
H 

n 
w 
0 c m m 
U 
U 
w 

80 c -  cn cn 
7 3 -  
? o r  m u  

-c 
VI 
0 

0 
0 

L 



c3 

v) 
11. 

0 
I n  
r-l 

U 

W 

v) n. 
0 
0 
m 

c-( 

3 

c3 

v, n. 
0 
Ln 
4 

H 

1 
W 

v, 
Q 

L n  
m 

U 

M 
-I 
0 
I 
v> 

4- 

Y 

I t  

Y 

v, 

+ 
CY 
I 
N 

+ 
El- 
-I 
V 

v, 

M 

c) 

c3 
v, 
a, 
0 
0 
I-i 

U 

~ 

c3 

v) 
a, 
Ln cv 

H 

~ 

0 



9 3  53- 3 4  7 

0 

0" 

ul 
0 

P 
0 
0 

w 
Ln 
0 

R) 
0 
0 

S I HCLX C O ~ ~ V E ~ S  IO 
J 

t-a 
ul 0 

0 
- 

R) 
0 

Q 
- 

f 
0 
0 
0 

0 

-r= 
Ln 
0 

0 
0 

n 
CI 
0 c 
7u m 

u r n  
Xrn 

- m  
0 

v)4 

r o  
0 
0 4  z m  
3 

D W  +rn 
73 

P D  
0 4  
O C  

73 a m  
v) 
- 0  o z  

- T I  o n  

U 

- n  

D D  
=--I 
7 u 0  
D 2  
--I 
- 0  

c( 

on 



9 

M 
0 

I- z 
00 
m 

- 

o m  
O I  
4 

LL 
I-0 
Q: 

v, 
4-0 

0 
0 
M 

- 0 

Ln 
N 

- 

M 
.J u 
I 

cr) 

a- 

Y 

c( 

v, 

+ 
N 
I 

N 

+ 
a- 
-l u 
v, 

M 

Y 

0 
0 
N 

- 0 
In 
d 

- 0 

0 
d 

- 
d 

0 
0 
m 

0 

31OW ' NOISKIAN03 '13HIS 



0 
c--r 
0 

Io 
0 

0 

rn I 
13 
t Ll 
r 
t;d 
7J 

U 

U 

c 
3 

0 
0 
I < rn 
XJ 
cn 
0 z 
U 

6 . 6  * 
v1 
0 D 

0 -+ 
< 
D 
4 
0 z 
m x 
m 
50 
0 
-< 

U 

U 

b. 

D 
m 

x 
U 

JL 
m 
-I x 

2 
m 
4 
c) 
v) 

U 

U 

t 

W 

v) 

0 
I- 
-I= 

U 

U 

0 

50 rn 
v) 

t l  
rn z o rn 

-I 

3 rn 

U 

U 

b. 

v, 
m 
0 
0 z n 

+ zz 
0 

0 n Io 

w 
0 
0 

=E 
Io 

> 
-I -e 
V 
0 
9 
r 

U 
+ 
cn 
U 

m a c= 
r 
w 
z u  

U 

U 

U 

0 

n c z 
0 
4 
0 
31 

0 

-I 
n 
-0 

U 

n 

b. 

s 

m a c 
r 
txJ 
50 

c 
3: 
0 
0 
ZZ 
v, 
4 
D 
2 
--I 

U 

U 

H 

c 

I 
m 
D 
--I 

F 
u1 
0 

I 
0 
I- 

W 

0 n D 
0 
--I 

a z 
U 

70 m 
D 
0 
-I 
0 
;;I 

M 

b. 

D 
I 

0 z 

41 



-4,6 

-487 

-4,8 

-4,9 

- 5 , O  

- 5 , l  

5L 

z 
J -5 ,2 

PLOT OF THE V ‘T HOFF ~ Q ~ ~ ~ ~ O  
LN K VERSUS I ERSED TEMPERATU 

A F = - RT 1 n K  

-AH 
R 

AH 

T h U S P A H  = RT 2 d 1 n K  
d T 

\ Slope 
-4.890 + 5.425 

10.6 K c a l / m o l e  \ 

1 2 0  1,25 1,30 



-509 

-6,O 

- 6 , l  

-6,2 

-6,3 

-6,4 

-6 I 5 
5L 

z 
J 

-616 

-6,7 

-6,8 

FIGURE I X  PLOT OF THE E Q ~ I L I ~ R I U  
VERSUS THE I PERATURE, U T  

BQ0"C 

Slope 

(1.182 - 1.280) x 
-6 .20 + 6 .70  

-5.10 x 10 3 

0°C 
10.1 Kcal/mole 

-AH 
R 

A H  

-6 .20 + 6 .70  
(1.182 - 1.280) x 

10.1 Kcal/mole 

\ 
0°C 

L O O  1'10 1120 

4 



0 
0 
0 In 

0 

< 

0 

0 In a- 

0 

M 
-I 
0 
I 
cn 
El- 

U 

W 

cn 

f 

N 
I 

cv 

f 

a- 
-I 
0 

v, 
U 

M 

0 
N 

0 
r-i 

0 

v) 
CI z 
0 
0 
w 
v) 

% 

w 
L 
k- 

w 
0 
7 w 

cn w cr: 

w 

U 



9 9  52 - 8 4  7 

x 

6.0  

x 
W I  

w 
x 

4.0 

3.0 

f 2 . 0  

1.0 

A B 
k- 1 

550°C 
L 

450°C 

SLOPE 
550°C = 0.0714 
500°C = 0.0519 
450°C = 0.0303 

I I I m I a 4 I I I I I 
io 20 30 40 50 60 70 80 90 loo 110 120 

REACTION TIME, t j SECONDS 



9 9 5 3  - 8 4  7 

-3,O 

-4,O 

- 5 , 5  

XIX PLOT OF THE ARRHE 

k l =  C e  or In kl = In C + R(T) -AE 1 

-4.0 + 5 . 0  103 = - 6-62  I O  3 - -  
e A E  R - Slope  = 1.232 - 1.383 

AE = 13.2 Kcal/mole 



0 0 - 

W 

cn 

+ 
10 

I 
10 

+ 
cn 
Y 

II 

-c 
cn 
Y 

I 
0 r 

W 

oit 
w 10 

10 0 0 
vl 0 0 

w 
0 
s 

TI 

m c: 
W m 
x 

U 

H 
U 
U 



CY 
0 
I- 
O 
w 

0.5 

z 
0 
I- 

z 
CY 
0 
-I 
I 
O 
0 
CY 

> 
I 
N 
I- 
CY 

I> a 

a 

c-( 

a 
U 

n 

a 

w 
I 
I- 

LL 
0 
u 
I- 

z 

U 

a 
w 
I u 
v) 

x 7 



7 9 5 3 - 8 4  7 

W m m 
tj 
rn z: 
0 m 

-I 

= m 

U 

U 

L 

m 
0 
0 z 
U 

m 

0 

v1 
0 

P 
0 
0 

P 
v1 
0 

w 
0 
0 

SI OLE % 

w 

Q 
I 

U w 
Iu 

0 

n 
Y 

0 c= 
W m 
x < 

V 
r 
0 
--I 
0 

&a 
v, 

I 
0 
I- w 
D z 
U 
0- 

m 
U 
0 
I- w 
0 
0 z < rn 
W m 

n 

Y 

.-( 

U 

0 

1: rn 

m 
c 
v, 

0 0  m 
4 
x m 
CI 



L L  
0 

Q 

0 
a- s 

0 

cn 
3 
Q 
w 

0 cx u 
cn a e Q 

!-- e z 
0 W 

v, e 
M 

I- 
v, 

a- 

0 

v, 
0 
ol 
TTT 
0 
0 

* 
O W 
0 
0 
0 
L n  < 

0 
v, 

u- 
0 

t- < 



9 9  5 3  - 8 4 7 

Q 
P 



9'353-047 



9 9  5 3 - 8 4  7 

\ 
v) 

A 

W 

I 



I" 



D '0 
4 



3 x 4 7  

I 



0 
0 
0 
0 
dr 


