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FOREWBRD 

This report documents the work performed by the Electronics Division, 

Union Carbide Corporation, du r ing  the period 12 August 1980 t o  30 June 1982 
1 

for  NASA, Marshall Space Flight Center, under Contract NAS 8-33957. NASA 

Program Manager was E. L.  Bombara; Union Carbide Corporation Program Manager 

was W.  C.  Lamphier. 

SUMMARY 

Some terms used in th i s  report are peculiar to metallized die lect r ic  

capacitors. The following definitions will apply to these terms: 

Fault : 

A defect s i t e  in a metallized capacitor which causes shorting or  low 
insulation resistance t o  occur d u r i n g  capacitor operation. 

C1 earing: 
m -  

The process that  occurs when the stored energy in the capacitor i s  dis- 
charged through the fau l t ,  vaporizes the metallized electrode, and re- 
stores the capacitor to an operative condition. * 

Momentary Breakdown : 

A period of indeterminate duration, usually less than 0.5 second, d u r -  
ing which the capacitor goes i n t o  a short c i rcui t  mode and i s  cleared. 
This condition always generates a noise pulse in the circu-it where the 
capacitor i s used. 

Self Healing: 

A property of metal 1 ized capacitors which obviates short c i rcui t  fa i l  - 
ures tjy clearing die lect r ic  faul t s .  

The objective of th is  program was to evaluate and recommend effective 

screening techniques, through testing and fa i lure  analysis, f o r  detecting in- 

sulation resistance degradation and fa i l  ure in hermetically sealed metal 1 ized 

(' ,+: 
k -, film capacitors used i n  applications where low capacitor voltage and energy 
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levels are comon to the circuitry. In these applications, the stored energy 

i s  usually believed to be insufficient to clear shorts and low resistance 

faul t s  in metal 1 i zed d i  el ectr i  c capacitors. 

A candidate screening technique, in which the capacitors were monitored 

for pulses while subjected t o  varying voltage levels a t  100°C, was evaluated 

and compared w i t h  the screening procedure out1 ined i n  Table I11 of MIL-C-83421. 

A special t e s t  and monitoring system capableeof rapidly scanning a11 t e s t  capa- 

citors and recording faults  and/or fai lures was developed. This system was 

used to monitor the capacitor current during the special screening procedure 

and a t  regular readout intervals during the environmental exposure testing. 

Test groups represented different raw material lo t s ,  film thicknesses, 

[-?>; . ... . 
c:.* .- :::j 

I.." 

winding constructions and film types. The capacitors were subjected t o  the 

following environmental exposure testing to evaluate the efficacy of screening 

techniques and to assess devi ce re1 i abi 1 i ty : - 

Temperature Cycle (-6S°C to +lOO°C; 300 cycles) 

High Temperature Storage (+1 2S°C; not energized; 2000 hours) 

Low Voltage Life Test (2.5 VDC; 25°C; 2000 hours) 

MediumVoltageLifeTest (5.7VDC: 25°C;2000hours) 

High Voltage Life Test (30 VDC;  25°C; 2000 hours) 

Post screening tes ts  of the el ec t r i  cal parameters of capacitance, di ssi- 

pation factor and insulation resistance on special and standard screened ca- 

paci tors revealed only minor differences in capacitance stabi 1 i ty with the spe- 

cial screened groups being more stable. All other parameters were nearly iden- 

t ical  for  the t e s t  groups 

A permanent record was maintained of a11 units which faulted and/or 

failed post tes t  insulation resistance. Of the 1200 units tested, 236 such 
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devices were found; of these,  118 f a i l ed  post t e s t  insulation resis tance,  

while 118 faulted and cleared, only. The data and f a i l ed  devices were ana- 

lyzed with the following resu l t s :  

1- Capacitors subjected to  the specials  screening technique of this study 
exhib i t  higher r e l i a b i l i t y  than those screenedbystandard MIL screen- 
ing techniques. 

2- Exposure t o  temperatures above 100°C af fec ts  the r e l i a b i l i t y  of poly- 
carbonate capacitors more than i t  does polysul fone film units. 

3- Device re l i ab i l i t ywas  related to  rawmaterial  l o t .  

4- Raw material l o t s  exhibi t  differences in charac ter i s t ics  which may be 
related t o  finished capacitor r e l i a b i l i t y .  

5- Polysul fone film capacitors exhibited higher re1 iabi 1 i t y  than polycar- 
bonate film units a t  elevated temperatures. 

6- Life t e s t s  a t  25OC generated the l e a s t  number of f a i lu res  and show no 
s ignif icant  r e l i a b i l i t y  difference between polycarbonate and polysul- 
fone film capacitors. 

7- . Mu1 tip1 e sheet insulating systems normally exhibi t  advantages over 
s ingle  sheet systems, except a f t e r  prolonged high temperature exposure. 

8- The vast majority of f a i l u r e s ,  a f t e r  screening, were short  c i r c u i t  and/ 
o r  low insulation resistance. 

9- On the average, metallized film capacitors i n  t h i s  study will c lear  
w i t h  approximately 20 DJ stored energy. 

10- C l e a r i n g  does not necessarily indicate tha t  the devices exhibiting the  
condition will subsequently f a i l .  

INTRODUCTION 

The volumetric efficiency and self-healing charac ter i s t ics  of metallized 

film capacitors have made them highly desirable f o r  use in applications where 

s i ze  and weight a re  c r i t i c a l ,  short  c i r c u i t  f a i lu res  must be avoided and occa- 

sional momentary breakdowns and/or periods of low i'nsulation resis tance can be 

tolerated.  For these reasons, these devices have been enjoying wider applica- 

t ions in space and a i r c r a f t  e lectronic  applications.  
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Sporadic fai 1 ures of metal 1 i zed film capacitors in recent space miss ions 

have caused concern regarding the re1 iabil i ty of these devices, particul arly 

in low voltage, high impedance c i rcui ts  where levels of stored capacitor energy 

are below those believed necessary to  clear dielectr ic faults .  The phenomenon 

of low voltage fai lures i n  metallized capacitors has been reported previously. 
11 - 

In 1967, i n  work performed by TRW, metallized polycarbonate capacitors were 

found to  be shorted a t  voltages below 10 VDC. The reasons for these fai lures 

have been the subject of conjecture, b u t  were generally be1 ieved to  be the re- 

sul t  of metal migration back into the faul t  s i tes .  

The recent fa i lure  of a metallized polycarbonate capacitor on a Voyager 

mission refocused attention on this  fa i lure  mode and the re1 iabi l i ty  of metal- 

1 ized film capacitors, particularly in low voltage, high impedance circuits .  
&> c:: 

Of particular interest  i s  the efficacy of screening procedures and techniques 

which could identify devices which are prone t o  f a i l u r e .  Investigations a t  
2 / - 

JPL, while essentially duplicating the fa i lure  mode, d i d  not positively iden- 

t i fy  the causative factors, b u t  indicated material lo t  variabil i t y  as a proba- 

bil i ty  and suggested screening capacitors by a technique which would identify 

capacitors which exhibit clearing and eliminate those from the population as 

they would be the most 1 i kely to  f a i l .  

This evaluation program was ini t iated to  determine i f  the potential 

causes of metallized film capacitor fa i lure  a t  low voltage can be identified 

and i f  screening techniques capable of identifying fai 1 ure prone capacitors 

can be developed. 

The contrzct specified which tes ts  were to be performed, outlined con- 

ditions for the special screening t e s t ,  established readout periods and post 

t e s t  electrical parameters and defined t e s t  group size and content. The scope 
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of work was t o  fabricate capacitors and t e s t  them, as specified, and evalu- 

ate the data t o  determine the efficacy of the screening t e s t  and make recom- 

mendations based on the data. 

The objective of th is  program was to evaluate and recommend screening 

techniques, through testing and fa i lure  analysis, for metallized capacitors 

in low voltage, high impedance circuits .  The t e s t  program was designed to 

determine which effects ,  or combination of effects - thermal , mechanical or 

electrical - are most probable causative factors i n  generating fai lures.  

The specific program tasks were 

(1 ) Fabrication of t e s t  samples 

( 2 )  Screening of t e s t  samples by standard and special procedures 

( 3 )  El ectr i  cal characteri s t i cs  of screened capaci tors 

(4 )  Environmental testing w i t h  monitored ramp voltage and temper- 
ature t es t s  a t  specified intervals 

( 5 )  Analysis of data and fai lures 

( 6 )  Conclusions and, recommendations 

EXPERIMENTAL 

A t e s t  matrix consisting of 1 2  g roups ,  each with 20 capacitors, was de- 

signed to evaluate the various factors and screening techniques. The factors 

that were considered for evaluation for  their  probable impact on capacitor per- 

formance were 

- Changes i n  raw material lo t  

- Changes in dielectr ic film type 

- Differences in screening tes t  procedure 

- Two layer vs. one layer insulating systems using same thickness film 

- Two layer thin sheet vs. one layer thick sheet insulating systems 
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Each group was identified w i t h  a code indicating film, film lo t ,  single 

or double layer, and whether standard or special screened. A description 

of the code i s  shown in Table I. To assure that the film lots used were 

truly different, both manufacturers agreed t o  supply film from two sepa- 

rate batches of base resin. In this manner, any differences would be re- 

lated t o  raw material, rather t h a n  processing differences. 

A11 test  capacitors were fabricated using the same production 1 ine 

and process technique. While not a1 1 units were processed a t  the same 

time, the standard and special screened lots in each group were processed 

simul taneously. Actually, a1 1 single 1 ayer, 2 um polycarbonate groups were 

processed a t  the same time. The double layer, the 3.5 pm and the polysul- 

fone groups were processed i ndi vidual ly . After finishing , the capacitors 

were separated into the " X "  and " Y "  groups for screening. A11 of the stand- 

ard screened devices were continued through the normal process; the units 
- 

t o  be special screened were sp l i t  from the group and prepared for further 

screening. The screening test  conditions for both groups are detailed in 

Table 11. I t  should be noted that, since the objective was t o  evaluate 

screening techniques a t  low voltages, the capacitors were n o t  subjected t o  

the routine electrical tests as these would apply h i g h  voltage t o  the parts. 

Consequently, the capacitors were subjected t o  the special screening test  

w i t h  no prior application of voltage other than the in-process f a u l t  clear- 

ing step when the capacitors are subjected t o  a voltage in excess of twice 

rated voltage. A flow chart showing the sequence of operations for the test-  

ing i s  presented in Figure 1 .  



TABLE I --- 

TEST LOT IDENTIFICATION - - 
TEST GROUP IDENTIFICATION MATERIAL NOMINAL 

LOT RAT I NG 

SPCAX SINGLE LAYER 2 pm PC LOTA 4.6pFJ30V 

SPCAY SINGLE LAYER 2 pm PC LOT A 4.6 ~ F / ~ o ' v  

SPCBX SINGLE LAYER 2 pm PC LOTB 4.6pFI30V 

SPCBY SINGLE LAYER 2 pm PC LOT B 4.6 pF/30V 

SPCCX SINGLE LAYER 2 pm PC LOT C 4.6 pF/30V 

SPCCY SINGLE LAYER 2 pm PC LOT C 4.6 pF/30V 

DPCAX DOUBLE LAYER 2 urn PC LOT A 5.6 pF/30V 

DPCAY DOUBLE LAYER 2 pm PC LOTA 5.6pF/30V 

DTPDX SINGLE LAYER 3.5 pm PC LOT D 5.6 vF/30V 

DTPDY SINGLE LAYER 3.5 pm PC LOTD 5.6pF/30V 

SPSAX SINGLE LAYER 2 pm PS LOT , A . 4.6 uF/30V .> 

SPSAY SINGLE LAYER 2 pm PS LOT A 4.6 pF/30V 
C 

NOTES: Groups coded "Xu  a re  standard sc'reened. (Per MIL-C-83421) 
Groups coded " Y "  a r e  spec ia l  screened. (Per Cont rac t )  
PC - polycarbonate f i l m ;  PS - po lysu l fone  f i l m .  
F i l m  Lots  A and B from Manufacturer 1. 
F i l m  Lo ts  C and D f rom Manufacturer 2. 
Po lysu l fone f i l m  from Manufacturer 2. 
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F I I L - C - 8 3 4 2 1  SCREENING 

THERMAL SMOCK 
D.C. BURN-IN 
VISUAL I N S P E C T I O N  
GROSS LEAK 
F I N E  LEAK 
D.C. DWV 
A.C. DWV 
100 KHz E S R  
2 5 ' ~  I R  
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T E S T  GROUP 
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GROUP Y 
103 P C S .  . 

I 

100 P C S  . T O  

T E S T  MATRIX 

20 PCS~TEST CELL 

I 

* I 

S P E C I A L  SCREENING 

TEMPERATURE CYCLE 
F I N E  & GROSS LEAK T E S T  

* 2 CYCLE, 2 . 5 V ,  1 0 0 ° C  RAMP 
* 24 HR. 1 V  T E S T  WITH SCAN 

2 S 0 c  1 V  I R  T E S T  
1 KHz & 10 KHz C&D 

*RAMP T O  4 2 V ,  THEN 1 2 0  HR. 
* 1 0 0 ° C  BURN-IN WITH SCAN 
*RAMP T O  1 . 5 V ,  THEN 48 HR. 
* l O O ° C  BURN-IN WITH SCAN 
*RAMP T O  3 3 V ,  WITH SCAN 

1 0 0 ' ~  I R  AT 3 0 V  
2 S 0 c  I R  A T  3 0 V  
1 K H z  AND 10 KMZ C&D 
F I N E  & GROSS J.EAK T E S T  
V I S U A L  I N S P E C T I O N  
S E R I A L I Z E  

* UNITS MONITORED DURING 
THIS STEP 

r 
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FIGURE 1: T E S T  PLAN FLOW CHART 
- 
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SPECIAL SCREENING 

The special screening t e s t  was intended t o  identify those capacitors 

which were susceptible t o  clearing, since i t  was conjectured these would 

most likely f a i l .  As low voltage, high impedance applications were being 

evaluated, each capacitor was tested with a 1.1 megohm resistance in series. 

The t e s t  circuit  i s  shown in Figure 2. The detailed t e s t  procedure i s  

l is ted in Table 11, B .  Phase I i s  represented in Steps 1 t o  6 ,  inclusive; 

Phase I1 i s  described in Steps 7 t o  15, inclusive. The standard screening 

procedure i s  l is ted in Table 11, A. 

RAMP TEST AND MONITORING SYSTEM 

The ramp t e s t  was patterned a f te r  the technique used by JPL d u r i n g  thei r  

in i t i a l  investigations. The objective of the t e s t  was t o  determine whether 

capacitors faulted, a t  what vo1 tage faulting occurred and the minimum level of 

stored energy required t o  effect clearing. During the t e s t ,  the capacitors 

would be subjected to a voltage ramp while being temperature cycled. Figure 3 

details the ramp tes t  voltage and temperature profiles. 

The ramp t e s t  was scheduled to be performed a t  specified readout inter- 

vals and,  a t  the end of,  the environmental exposure testing. The environmental 

t es t s  and readout intervals are tabulated below. 

TEST READOUT INTERVAL 

TEMPERATURE CYCLE 10; 50; 100; 200 and 300 CYCLES 

HIGH TENPERATURE STORAGE 100; 500; 1000 AND 2000 HOURS 

LOW VOLTAGE LIFE (2.5 VDC)  100; 500; 1000 AND 2000 HOURS 

MEDIUM VOLTAGE LIFE (5 .7  V D C )  100; 500; 1000 A N D  2000 HOURS 

HIGH VOLTAGE LIFE (30 V D C )  100; 500; 1000 AND 2000 HOURS 
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The monitoring system was required t o  continuously sense the current i n  

each test  capacitor, detect the voltage a t  which clearing o r  failure occurred, 

identify the device exhibiting the fault  and provide data from which the energy 

used in clearing the fault  could be calculated. The system, which i s  called 

the scanner, was used t o  monitor the tes t  specimens during special screening 

tests ,  as well as during the readout interval ramp tests.  To accomplish this 

task, a microprocessor~controlled scanner and detector system was designed. 

The objectives of this system were 

- to be a stand alone, operator interfaced system - 

- to monitor each of the 240 tes t  specimens a t  least twice each second 

- t o  control the change and rate of change in the ambient temperature and 

appl i ed vol tage 

- t o  record al l  fault  events and data 

- t o  calculate fault energy content for each event 

- t o  calculate the statist ical  distribution of the data 

- to accomnodate tes t  periods u p  to 168 hours in length 

- t o  be unaffected by power failure 

- t o  provide a hard copy of a11 data for review and analysis 

The hardware portion of the system consisted of the following: 

- hot and cold environmental chamber with special door fo r  holding cir-  

cuit cards with tes t  specimens 

- mu1 tip1 exer type scanner 

- programmable power supply 

- digital thermometer 

- control and data acquisition system consisting of 

( a )  M68MM19 monoboard 6809 microcomputer 

( b )  32K EPROM board 
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- cathode 

- prin5er 

16K non-volati l e  s t a t i c  RAM 

casse t te  tape data recording outsystem 

combination 1/0 module 

analog t o  d i g i t a l  converter 

IEEE 488 interface cont ro l le r  board 

universal time generator board 

battery backup system 

ray tube terminal 

The cathode ray tube terminal i s  fo r  operator communication w i t h  the system; 

the pr in ter  provides f o r  a hard copy of a l l  data. A block diagram of the systen 

i s  shown in Figure 4. 

Software f o r  the system was written to  a1 low the operator t o  input corn- - 
rnands t o  configure the system as desired, w i t h i n  specified 1 imi t s .  Parameters 

such as system sens i t iv i ty ,  chamber temperature and ra tes  of heating and cool- 

ing, applied voltage and r a t e  of change in voltage, current level to  indicate 

short  c i r c u i t  conditions and selection of which units a re  to  be monitored are  

typical of those over which the operator has 'control.  The CRT displays the 

s ta tus  of the t e s t ,  including voltage, temperature, time, number of scans and 

current s t a tus  of the t e s t  units tha t  a re  being monitored. An operating guide, 

system description and software package have been prepared f o r  the  system. 

T h e  system sens i t iv i ty  i s  shown i n  Figure 5 and i s  based on a change in 

capacitor vol tage, V C .  As presently s e t ,  i f  V C  changes by more than 0.0625 

vol t s ,  the system records the voltage across R2. This voltage i s  then used to  

calculate  the change i n  the stored energy of the capacitor.  This value also 
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represents the energy used t o  clear the faul t .  The graph shows the mini- 

mum energy pulse which the system i s  capable of sensing (dashed l ine  of 

Figure 5) and how i t  varies directly with the capacitor voltage. 

For the actual testing, the system was se t  to respond t o  the level 

shown by the sol id 1 ine of the graph and corresponded t o  energy levels of 

0.3 uJ a t  1 volt ,  3.1 p J  a t  5 volts and 10.3 UJ a t  30 volts.  

Formulae for  calculating the energy expended in each fau l t  and for  cal- 

culating the means and standard deviation of the faul t  energy in each capaci- 

tor were a1 so incl uded i n  the software. Final ly , programs to p r i n t  o u t  the 

data were included to make the system truly independent. 

The formulae for  calculating the energy required to clear a fau l t  are 

reviewed below and describe the technique used in the system. 

The energy stored in a capacitor i s  given by 

where W = energy in joules 
C = capacitance (farads) 
V = voltage (volts)  

When a faul t  occurs, the energy used by the- faul t  causes the capacitor 

1 vol tage, V , t o  d rop  to a new value, V . 
The new value of the stored energy i s  given by 

and the energy used by the faul t  i s  given by 

(3) AN = W - W '  

or, can be calculated directly using the formula 

4 aw = 1/2C (v2 - ~ ' 2 )  

I n  the c i rcui t  of Figure 5,  the voltage developed across R 2  and the 

capacitor t e s t  voltage are both recorded when a faul t  occurs. Since R~ i s  

31/11 of the total of R1 and R2, the voltage developed across R1 plus R 2  i s  11 
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times that  across R2 .  I t  also represents the change in voltage on the capa- 

c i tor  due t o  the fault .  Therefore, the energy used during the fault  i s  cal- 

culated, using 

where W = change in energy (joules) 
C = capacitance (farads) 
VC= capacitor vol tage (vol t s )  
V R =  voltage across R2 (volts)  

As an example, assuming V C  t o  be 17.5 VDC and V R  t o  be 0.0265 VDC, the 

fault  energy, calculaZed using equation (5) i s  

= 2 . 5 3 ~ 1 0 ~ ~  joules 

In th is  instance, the faul t  energy was 25.3 VJ .  

{-zT:--\ 
' I  

For successive faults  within the R C  time constant of the t e s t  c i rcui t  
t;, 

with no change in t e s t  voltage, the software automatically reduces the value 
* 

of the capacitor voltage t o  reflect  both discharge and recharge prior to cal- 

culating the new value of energy. Photographs of the system are presented in 

Figures 6, 7, 8, and 9. 

SPECIAL SCREENING TEST DATA 

A11 "Y" ceded t e s t  groups were subjected t o  the special screening tes t  

shown in Figure 1 and previously detailed. During the t e s t ,  a1 1 capacitors 

were monitored, while voltage was appl ied, using the scanner. The screening 

t e s t  consisted of a low voltage phase (Phase I )  and a high vgltage phase 

(Phase 11). 

The performance of the t e s t  groups i s  summarized in Table 111. Cate- 

,---. 
, v 

I, _ - gories l is ted in the table are defined as follows: 
.,.J 
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Figure 3. Test chamber loaded and 
ready to begin testing. 

Figure 9. Detail showing microcanouter, cassette 
recorder and CRT temi  nal . 
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TEST 
GROUP - 
SPCAY 
SPCBY 
SPCCY 
DPCAY 
DTPDY 
SPMY 

TABLE I 1 1  

SPECIAL SCREENING TEST DATA SUMMARY 

PHASE I -"2.5 VDC MAXIMUM VOLTAGE 

NO. OF 
STARTS SHORTS FAULTS 

TEST NO. OF 
GROUP STARTS 

SPCAY 1 40 
SPCBY 140 
SPCCY 113 
DPCAY 120 
DTPDY 1 40 
SPSAY 1 34 

PHASE I 1  - VOLTAGES TO 42 VDC APPLIED 

CLEAN 
UNITS 

SHORTS & CLEAN ACCEPTABLE 
I . R .  FAILS FAULTS UNITS CAPACITORS 

NOTES: No. o f  s t a r t s  inc ludes a makeup run t o  assure 103 acceptable capac i tors  
f o r  a11 groups. 

Q u a n t i t y  of shorts and I . R .  f a i l s  and f a u l t s  i n  Phase I 1  includes u n i t s  
from Phase I i n  the same category. 



- Units classified as shorts failed t o  clear during the screening 
t e s t ,  and insulation resistance was less than 10 megohms. 

- Units classified as faul ts ,  or faulting, exhibited clearing dur- 
i n g  the screening tes ts .  These may or may not have been accept- 
able for insulation resistance a f te r  screening. 

- Units classified as clean d i d  not exhibit faulting or clearing 
du r ing  the screening tes t  and fully complied w i t h  MIL-C-83421, 
Group A ,  t e s t  requirements. 

- Units classified as acceptabl e may or may n o t  have faulted and 
cleared d u r i n g  the screening t e s t ,  b u t  did comply with MIL-C- 
83421 , Group A ,  t e s t  requi remen t s  . 

The data show the double layer tes t  group (DPCAY)  had the 1east.number 

of combined faul ts  and failures (10) .  The polysulfone group had the greatest 

( 5 3 ) .  O f  the single layer t es t  groups, Lot C film (SPCCY) had the best re1 i -  

abil i ty.  

Including a makeup run t o  guarantee a11 lots  would have 193 electr ical ly 

good capacitors, a total. of 787 units were subjected to special screening. Of - 
that number, 100 failed to meet the post tes t  requirements. In view of the 

fact  that the capacitors were not screened prior t o  the s t a r t  o f  the t e s t ,  th i s  

performance i s  considered above average. 

SCREENING VERIFICATION TESTS 

Following the special screening t e s t s ,  three units from each of the 1 2  

t e s t  groups were tested t o  determine the effect ,  i f  any, of the special screen- 

ing on selected electrical characteristics of the t e s t  capacitor. Three char- 

acter is t ics  were to be evaluated. 

- capacitance vs. temperature and frequency 

- dielectr ic absorption 

- thermally stimulated discharge 



A summary of the capacitance change with frequency a t  various temper- 

atures i s  shown in Table IV. Test frequencies were 120, lK, 10 K and 100 KHz; 

temperatures were 25"C, -55°C and +10O0C. A review of the data indicates that ,  

except a t  100 KHz, there i s  l i t t l e  o r  no difference i n  the frequency character- 

i s t i  cs between the two screening methods. The polysul fone lots were expected 

t o  be more stable, because of their inherent characteristics. A t  100 KHz, the 

special screened lots are more stable; this i s  be1 ieved due t o  the stabilizing 

effect of the 50 temperature cycles and the 168 hours of exposure t o  100°C dur- 

ing the screening test .  

The capacitance change w i t h  temperature was not strongly affected 

by the screening test .  The change increased with increasing frequency b u t  

was not  substantially different between special screening and standard 

screening. The graphs of Figure 10 show the capacitance change w i t h  tem- 

perature a t  the various frequencies. 

The dielectric absorption of the test  samples was nearly identical 

for all groups. The polysulfone film units were slightly lower in value; how- 

ever, this was anticipated because of the characteristics of the material. 

A typical response curve i s  shown in Figure 11.  The test  method used was 

that described in MIL-C-83421. 

Thermal ly stimulated discharge testing was performed on the three 

screening verification samples. The tes t  procedure was as fol 1 ows : 

- Place test  capacitor in an oven a t  125°C. 

- Apply 30 VDC for 1 hour. 

- Cool t o  room temperature with voltage appl ied. 

- Discharge capacitor through lOOOn resistor for 30 seconds. 

- Connect electrometer t o  capacitor terminals t o  measure current 

in nano-amperes. 
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- Place capacitor in an oven and raise the temperature a t  %2"C/min- 

ute from 

- Measure and record current a t  each interval 
3/ 

The t e s t  i s  reported- to detect hidden charges in the dielectr ic and 

t o  show ins tabi l i t ies  i n  the dielectr ic which may affect capacitor perfor- 

mance. 

A typical TSD curve i s  shown in Figure 12. No significant -difference 

was noted between the various types and groups w i t h  regard t o  th i s  parameter. 

I t  can generally be said that  there were only minor differences i n  per- 

formance between special screened groups and MIL screened groups. Except for  

a s l ight  improvement in capacitance s tab i l i ty  for the special screened groups, 

the t e s t  units were very similar in performance characteristics. 

ENVIRONMENTAL TEST PROGRAM 

To evaluate the potential difference in the performance of capacitors 

screened by the proposed techniques, a series of environmental t es t s  was 

suggested. The tes ts  combined thermal, mechanical and electrical s t ress ,  

under accelerated conditions , to which the capacitors woul d be subjected. 

The ramp t e s t ,  with scan, was performed a t  selected readout intervals to 

monitor progress and failures. The environmental program consisted of the 

following: 

Temperature Cycle 

Method 107, MIL-STD- 2 0 2 

The following exceptions and conditions apply: 

- Test Condition Letter - B 

- Maximum Temperature - 1 00°C 
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TYPICAL DIELECTRIC ABSORPTION CURVE 

ELAPSED TIME-MINUTES 

FIGURE 12 

TYPICAL THERMALLY STIMULATED DISCHARGE RESPONSE CURVE 
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- Number of Cycles - 300 

- Ramp t e s t  with scan and 1 KHz and 10 KHz capacitance 

and d i s s i p a t i o n  f a c t o r  a t  10 ,  50, 100, 200 and 300 

cycl es 

High Temperature Storage  
---- 

- Tes t  Temperature - 125OC 

- Test  Vol tage  - None 

- Duration of  Tes t  - 2000 Hours 

- Ramp tes t  with scan and 1 KHz and 10 KHz capacitance 

and d i s s i p a t i o n  f a c t o r  a t  100, 500, 1000 and 2000 hours 

LOW Vol tage  Li f e  Tes t  

- P e s t  Temperature - 25°C 

- P e s t  Voltage - 2.5 VDC 

- Duration o f  T e s t  - 2000 Hours 

- Ramp t e s t  with scan and 1 KHz and 10 KHz capacitance 

and d i s s i p a t i o n  f a c t o r  a t  100, 500, 1000 and 2000 hours 

Medium Voltage Life  T.3s-t 

- Test Temperature - 25°C 

- Tes t  Voltage - 5.7 VDC 

- Duration of Tes t  - 2000 Hours 

- Ramp test  w i t h  scan and 1 KHz and 10 KHz capacitance 

and d i s s i p a t i o n  f a c t o r  a t  100, 500, 1000 and 2000 hours 
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High Voltage Life Test 

- Test Temperature - 25OC 

- Test Voltage - 30 VDC 

- Duration of Test - 2000 Hours 

- Ramp tes t ,  with scan and 1 KHz and 10 KHz capacitance and 

dissipation factor a t  100, 500, 1000 and 2000 hours 

Each of the 5 t e s t  modules contained 240 capacitors, 20 from each t e s t  

group. The groups were positioned in the ramp t e s t  chamber in different se- 

quences t o  prevent chamber 1 ocation from affecting capacitor performance. Fig- 

ure 13 shows the oven locations for each t e s t  group and module. 

A capacitor was classified as a fa i lure  i f  the post t es t  electrical mea- 

surements failed to comply w i t h  the requirements specified i n  MIL-C-83421. Ca- 

pacitors which faulted and cleared were classified as faults .  Once a capaci- 
- 

tor  faulted, i t  remained classified as a faul t  unless i t  became a fai lure.  Ca- 

pacitors which faulted on repeat t es t s  were only counted as one fault .  Capaci- 

tors which faulted and cleared b u t  l a te r  failed were classified as failures. 

Short c i rcui t  failures tend t o  appear, in the capacitance and D . F .  data, t o  

be very high in capacitance and, therefore, post t e s t  AC values for those units 

are a r t i f i c i a l .  These were not included in the calculations for  average values 

of AC post t es t .  Units having low insulation resistance ( less  than 10 Mn) for  

periods of 30 seconds or  greater were classified as short circuits  by the ramp 

tes t .  These could possibly clear during l a t e r  stages of the testing and were 

recorded as f aul ts . 
I n  order to assess the effect of faulting and clearing on the per- 

formance of capacitors on the environmental t e s t  program, a number of units, 
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TEST GR .$ IDENTIFICATION TEST POSITION LOCATION',' 
GROUP CODE G R ~ D E N T I  FICATION DOOR LOCATION TEST POSITION 

SPCAX 
S PCAY 
SPCBX 
SPCBY 
SPCBX 
SPCCY 
DPCAX 
DPCAY 
DTPAX 
DTPAY 
SPSAX 
SPSAY 

TEST GROUP LOCATION 
DOOR LOCATION T.C. H.T.S. LTL LTM LTH 

TEST BOOR LAYOUT 

NOTES: T.C. = TEMPERATURE CYCLE 
H.T.S. = HIGH TEMPERATURE STORAGE 
L.T.L. = LOW VOLTAGE L I F E  
L.T.M. = MEDIUM VOLTAGE L I F E  
L.T.N. = HIGH VOLTAGE L I F E  

NOTE,: DOOR LOCATIONS AS VIEWED FROM 0 $ 
r 

FRONT WITH DOOR MOUNTED TO CHAMBER. a m  
c b - F Fi 

FIGURE 13 -- 
POSITIONING OF TEST GROUPS I N  CHAMBER 
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which had f a u l t e d  dur ing  the  screening t e s t ,  were inc luded i n  the var ious 

modules o f  the t e s t  mat r i x .  These were dispersed throughout t h e  ma t r i x  as 
'7 

shown i n  Table V .  

TABLE V 

DISTRIBUTION OF CAPACITORS WHICH FAULTED AND CLEARED 
DURING SPECIAL SCREENING TEST 

TEST MODULE NO. UNITS EXHIBITING FAULTING-BY TEST GROUP 
SPCAY SPCBY SPCCY DPCAY DTPDY SPSAY TOTAL 

TEMPERATURE CYCLE 
--- 

0 1 0 - 4  8 14 
-- - 

HIGH TEMPERATURE STORAGE 2 1 4 2 4 5 18 

LOW VOLTAGE LIFE ( 2 . 9 )  2 0 3 0 3 10 18 

MEDIUM VOLTAGE LIFE (5.7V) 0 0 3 3 5 11 2 2 

H I G H  VOLTAGE LIFE (30V) 2 3 0 0 0 14 19 

TOTALS 6 5 10 6 16 48 9 1 

TEMPERATURE CYCLE TEST DATA 

The data generated by t he  ramp t e s t i n g  dur ing and a f t e r  t he  temperature 

cyc le  t e s t i n g  are summarized i n  Table V I .  

TEST 
GROUP 

SPCAX 
S PCAY 
SPCBX 
SPCBY 
SPCCX 
SPCCY 
DP CAX 
DP CAY 
DTPDX 
DTPDY 
S P SAX 
SPSAY 

TABLE V I  

SUMMARY OF TEMPERATURE CYCLE TEST DATA 

SHORTS & 
I R  FAILS OPENS FAULTS 

1 3 3 
0 2 1 
0 1 2 
0 1 2 
0 1 2 
0 0 5 
7 1 1 
1 0 2 
8 1 0 
1 0 1 
0 0 1 
0 0 1 

TOiALS 18 10 2 1 

STANDARD SCREENED GROUPS 16 7 9 
SPECIAL SCREENED GROUPS 2 3 12 

POST TEST 
oc-"lo 

+I .13 
+ I  -02 
+0.56 
+O. 32 
+O .08 
+0.22 
+O. 30 
+0.13 
+0.12 
+o. 12 
+0.10 
+o. 1 0 

+0.38% (AVE.) 
+0.32% (AVE.) 
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Of the 240 capacitors in the temperature cycle t es t  module, 18 failed 

and an additional 21 faulted and cleared. Ten units were found to be open 

circuit  when measured for capacitance. These are atypical fai lures and will 

be addressed in the section of th is  report ent i t led ,  "Analysis of Data and 

Failures". 

The data show that the special screening t e s t  has been effective in re- 

ducing the number of fai  1 ures ( 2  for special ; 16 for  standard screen). The 

correlation does not extend to  units which faulted and cleared, as evidenced 

by the number of faulting units in each category (12 for special ; 9 for  stand- 

ard screen). The following detai ls  were noted i n  the data fo r  the 18 failures: 

- 17 of the 18 failures "timed out" (insulation resistance <10Ms2 for  
periods exceeding 30 seconds) during the ramp tes t  a t  one or more of 
the readout interval s . 

- 12 of 18 units exhibited faulting and clearing during the ramp tes t .  

- 12 of 18 units faulted and cleared during more than one of the read- * 

out intervals, generally in 3 of the 5 intervals in the temperature 
cycle testing. 

For units faulting and clearing, the data indicate that the energy used 

to clear a faul t  averages 31.5 uJ, with a minimum of 0.2 pJ and a maximum of 

119 pJ. Of the 12  units which failed a f te r  faulting and clearing, the aver- 

age energy used in clearing was 10.7 u J ,  w i t h  a 0.3 pJ minimum and a 50.6 UJ 

max i mum. 

Post t e s t  capacitance change was well within specification limits as 

shown in Table VI. There appears to be no significant difference between the 

special and standard screened lots  with regard to th is  parameter. The degra- 

dation of insulation resistance was well within acceptable l imits ,  except for 

the fai lures previously noted. Post t e s t  values were approximately 70% of 

in i t i a l  values. 
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A number o f  capaci tors which had f a u l t e d  and c leared whi le  on the spe- 

c i a l  screening t e s t  were placed on the temperature cyc le  t e s t  t o  see whether 

capaci tors which had faul ted dur ing special  screening were more suscept ib le  

t o  f a i l u r e  than those n o t  f au l t i ng .  Table V I I ,  below, l i s t s  those un i t s  and 

how they performed dur ing the readout i n t e r v a l s  and post  t e s t .  

TABLE V I  I 

PERFORMANCE OF UNITS FAULTING DURING SPECIAL SCREEN 
FOLLOWING TEMPERATURE CYCLE TESTING 

TEST UNITS FAULTING FAULTING DURING POST TEST 
GROUP - DURING SCREENING RAMP TEST .FAILURES 

SPCAY NONE N/A N/A 

S PCBY 1 NONE NONE 

SPCCY NONE N /A N/A 

DPCAY 9 1 1 

DTPDY 4 

POLY CARBONATE GROUPS 
ONLY 6 

PULYSULFONE GROUP 
ONLY 8 

TOTALS FOR ALL 
GROUPS 14 

NONE 

1 

These data show t h a t  there i s  no t  s u f f i c i e n t  co r re l a t i on  between f a u l t i n g  

dur ing the special  screening t e s t  and subsequent f a i l u r e ,  as on ly  4 o f  14 u n i t s  

repeated w i t h  on ly  2; f a i  1 ing. Considering on ly  the polycarbonate uni  t s  does 

no t  a l t e r  the  trend; 3 of 6 repeated and on ly  1 o f  6 subsequently f a i l e d .  

HIGH TEMPERATURE STORAGE TEST DATA 

The data generated by the ramp t e s t i n g  dur ing and a f t e r  the high tem- 

perature storage t e s t i n g  i s  summarized i n  Table V I I I .  
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TABLE VIII 

SUMMARY OF HIGH TEMPERATURE STORAGE TEST DATA 
C1 

TEST SHORTS & POST TEST 
GROUP IR FAILS OPENS - FAULTS AC-% 

SPCAX 
SPCAY 
SPCBX 
SPCBY 
SPCCX 
SPCCY 
DP CAX 
DPCAY 
DTP DX 
DTPDY 
SPSAX 
SPSAY 

TOTALS 9 9 1 6 3 

STANDARD SCREENED GROUPS 48 0 2 6 +O. 74% 

C'" CONTRACT SCREENED GROUPS 51 1 37 +O. 94% 
&I' 

Of the 240 capacitors in the high temperature storage module, 99 failed * 

and an additional 63 faulted and cleared. One capacitor failed open c i rcui t  

and will be discussed in the section of th is  report ent i t led ,  "Analysis of 

Data and Failures". 

The large number of failures generated during the high temperature stor-  

age tes t  presented some difficulty in evaluating the performance of the capa- 

citors on tes t .  The special screening did not appear to improve re l iab i l i ty  

as i t  had in the temperature cycle testing groups reported ear l ier .  This i s  

believed due t o  the prolonged exposure a t  125OC which apparently was too se- 

vere for the capacitors. No clear indications can be inferred from the data. 

The severity of the t e s t  i s  demonstrated by the large number of failures and 

/ -  faulting units (162 of 240). 
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The fo l l ow ing  d e t a i l s  were noted i n  the data f o r  the  f a i l u res :  

- 57 o f  t he  99 f a i l u r e s  " t imed out "  ( i n s u l a t i o n  res is tance -:I0 Mc 
f o r  per iods exceeding 30 seconds) dur ing the ramp t e s t  a t  one 
o r  more o f  t h e  readout i n t e r v a l s .  

- 87 o f  t he  99 f a i l u r e s  experienced f a u l t i n g  and c l e a r i n g  dur ing 
the ramp t e s t  a t  one o r  more o f  t h e  readout i n t e r va l s .  

The average energy used t o  c l e a r  a f a u l t  i n  the 63 capaci tors which fau l ted  

and c leared was 28.5 uJ, w i t h  a minimum of 0.9 uJ and a maximum of 139 uJ. 

For the  u n i t s  which f a i l e d  a f t e r  f a u l t i n g  and c lea r ing ,  the average energy 

used i n  c lea r ing  was 12.6 uJ, w i t h  a minimum of.0.2 pJ and a maximum o f  

The post  t e s t  capacitance change was w i t h i n  s p e c i f i c a t i o n  l i m i t s  o f  

+2%, and the post  t e s t  i n s u l a t i o n  res is tance was we l l  w i t h i n  the  l i m i t  speci-  

--. c:--. f i e d  i n  MIL-C-83421 f o r  t h i s  parameter (33.3% o f  i n i t i a l  value).  The values 
..,.* - 

were approximately 60% o f  i n i t i a l  values. 

The c o r r e l a t i o n  between capaci tors which fau l ted  and c1 eared dur ing spe- 

c i  a1 screening and subsequent performance on the h igh temperature storage t e s t  

i s  presented i n  Table I X .  

TABLE I X  

PERFORMANCE OF UNITS FAULTING DURING SPECIAL SCREEN FOLLOWING 
HIGH TEMPERATURE STORAGE TESTING 

TEST UNITS FAULTING FAULTING DURING POST TEST 
GROUP DURING SCREENING RAMP TEST FAILURES 
SPCAY 2 2 2 

SPCBY 1 

S PCCY 4 

DP CAY 2 

DTPDY 4 

POLYCARBONATE GROUPS ONLY 1 3 

POLYSULFONE GROUP ONLY 5 

TOTALS FOR ALL GROUPS 18 
* 

1 NONE 

3 2 



As in the temperature cycle t e s t  groups, the data do not support 

the correlation between faulting during special screening and  fai lure.  

Only 7 of the 18 units included in the t e s t  module failed and ,  i f  only 

the polycarbonate units are considered, 7 of 13 failed. 

LIFE TEST DATA 

The data generated by the ramp tes t  during and a f te r  the voltage 

l i f e  testing i s  presented in Table X. The table summarizes the data from 

each of three 1 i f e  t e s t  modules. 

' 

Of the 720 capacitors tested a t  the three l i f e  t e s t  conditions, only 

one fai lure was realized. Accordingly, no significance can be attached to 

the fa i lure ,  although i t  did occur in one of the standard screened t e s t  

groups. The following observations were made: 

The number of units faulting and clearing varied directly with the 
applied voltage, i . e . ,  8 in the 2.5 volt groups, 11 in the 5.7 volt 
groups and 14 in the 30 volt groups. - 

Special screening appeared t o  reduce the number of capacitors fault-  
ing-and clearing during the ramp tes t .  This , i s  evidenced by the low- 
e r  number of faulting units in the special screened groups (13 vs. 2 0 ) .  

Low voltages did not adversely impact on the l i f e  t es t  performance,or 
on the abil i ty  of the capacitors to clear. 

The range of energy used t o  clear faults  in each of the 1 i fe  t es t  mod- 

ul es was as follows : 

2.5 vol t t e s t  - 23.6 vJ average 
0.8 UJ minimum 

69.6 uJ maximum 

5.7 volt t es t  - 39.5 PJ average 
7.2 vJ minimum 

32.1 pJ maximum 

30 volt t e s t  - 33.6 UJ average 
1.5 pJ minimum 

11 7.0 UJ maximum 
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TABLE X 

SUMMARY OF LIFE TEST DATA 

SUMMARY OF 2 .5  VOLT L I F E  TEST DATA SUMMARY OF 5.7  VOLT L I F E  TEST DATA 

SHORTS & SHORTS & 
FAULTS 

1 
TEST GROUP 

SPCAX 
I R  F A I L S  

0 
I R  F A I L S  
0 

FAULTS 
-2 

TEST GROUP 
SPCAX 

SPCAY 
SPCBX 
SPCBY 
$PCCX 
SPCCY 
DPCAX 
DPCAY 
DTPDX 
DTPDY 
S PSAX 
SPSAY 

SPCAY 
SPCBX 
SPCBY 
SPCCX 
SPCCY 
DPCAX 
DPCAY 
DTPDX 
DTPDY 
S PSAX 
SPSAY 

TOTALS 0 TOTALS 
,-.?. 

' - 3 STANDARD SCREENED GROUPS 0 
"* SPECIAL SCREENED GROUPS 0 

5 STANDARD SCREENED GROUPS 1 
4 SPECIAL SCREENED GROUPS 0 

SUMMARY OF 3 0  VOLT L I F E  TEST DATA 

SHORTS & 
TEST GROUP 

SPCAX 
I R  F A I L S  

0 
FAULTS 

0 
1 
1 
1 
1 
3 
1 
0 
2 
1 
3 
0 

SPCAY 
SPCBX 
SPCBY 
SPCCX 
SPCCY 
DPCAX . 

DPCAY 
DTPDX 
DTPDY 
S PSAX 
S PSAY 

TOTALS 0 14 

STANDARD SCREENED GROUPS 0 
SPECIAL SCREENED GROUPS 0 
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I t  should be noted that the faul ts  were detected during ramp t e s t ,  

where the voltages applied t o  the capacitor range from 0 t o  5 volts and 0 

t o  30 vol t s .  

The data in Table X does n o t  include capacitance change data, be- 

cause, since the tes ts  were run a t  room temperature, no significant change 

was observed. Also, the post t e s t  insulation resistance was we11 within 

specification limits a t  approximately 80% of in i t i a l  values. 

A summary of the data generated during ramp testing comparing perform- 

ance by t e s t  module and screening type i s  presented in Table XI. 

TABLE XI 

SUrilMARY OF TEST DATA BY MODULE AND SCREENING TEST TYPE 

FAILURES AND FAULTING UNITS 
TEST MODULE SPECIAL SCREENING S I ~ U A R D  SCREENING 

F-NED FAILS ONLY COMBINED 

TEMPERATURE CYCLE 2 14 16 2 5 
HIGH TEMPERATURE STORAGE 5 1 88 4b 74 - 
2.5 VOLT LIFE 0 4 0 5 
5.7 VOLT LIFE 0 3 1 9 
30 VOLT LIFE 0 6 0 8 

TOTALS 5 3 115 65 121 

These data indicate that the capacitors which were subjected to the spe- 

cial screening had less failures (45% vs. 55%) than the companion groups. 

The number of units faulting and clearing did n o t  appear t o  be a function of 

the screening tes t .  The effect of the h i g h  temperature storage t e s t  on the 

data i s  easily seen in the table. These represent 84% of the failures and 

74% of a1 1 events (faults  and f a i l s ) .  

An observation from the data indicated that capacitor re l iab i l i ty  varied 

with raw material lo ts .  A summary of the data by raw material l o t  and t es t  

module i s  presented in Table XII. 
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TABLE XI1 

SUMMARY OF SHORT CIRCUIT FAILURES BY TEST AND MATERIAL LOT - 

RAW TEIYP . HI-TEMP. 2 . 5  VOLT 5 . 7  VOLT 30 VOLT 
MATERIAL CYCLE STORAGE L I F E  LIFE LIFE TOTAL 

A 1 1 35 0 0 0 39 

NOTES: A1 = single layer l o t  A film 
A 2  = double layer l o t  A film 
Only polycarbonate film units included in the summary. 

These data appear t o  indicate that material l o t  i s  a variable in capaci- 

tor  performance. Also, since lo ts  A and B were from one manufacturer and lo t s  

C and D were supplied by another, the probability that lot-to-lot variabil i ty 

i s  a significant factor in device performance appears very likely. Attempts to 
,-' h 

c -". i. 
,- 3 . -ST identify the specific differences between the material 1 ots wi 11 be detailed in 

the section of th is  report ent i t led ,  "Analysis of Data and ~ a i l u r e s " .  - 

ANALYSIS OF DATA AND FAILURES 

The faul t  and fai lure data generated during the ramp testing i s  recorded 

on tape cassettes. Each run, including the screening t e s t  runs, i s  stored on 

i t s  own individual tape. Printouts of the data were analyzed t o  evaluate the 

performance of each group and to provide bases for conclusions. 

During the screening tes t s ,  201 capacitors generated 598 faults  , an aver- 

age of ~3 faults  per unit. The mean value energy pulse recorded was ~ 1 7  uJ, 

with a minimum of 1.0 and a maximum of 230 pJ. During the intermediate and 

final ramp tes t s ,  236 capacitors generated 5974 faul ts ,  an average of %25 

faults  per capacitor. The mean value energy pulse was 5 pJ, w i t h  a minimum of 
, . 

I ,. 
is, 0.2 and a maximum of 130 PJ. The following characteristics were noted regard- 

ing failures and/or faul t s :  



- 80% t o  90% of a l l  units faulting and clearing repeated on subse- 
quent, or al ternate,  ramp tes t s .  

- 50% of units faulting and clearing subsequently failed t o  meet 
post t e s t  requirements. 

- 5% t o  10% of units faulting and clearing did so only once and did 
no t  repeat o r  f a i l .  

- Flost faul ts  occurred during the 3 to 5 VDC ramp and during the 
transition from low temperature t o  h i g h  temperature. 

An anticipated benefit from the screening t e s t  was that  capacitors 

which cleared during screening and possibly susceptible t o  early fai 1 ure 

would be eliminated from the t e s t  population. As the data indicate, however, 

no specific correlation could be establ i shed between capacitors faulting and 

clearing during screening t e s t  and the performance of the units on subsequent 

testing. Tabu1 ated below i s  the distribution of capaci tors which faul ted 

during screening in the various t e s t  modules and their  performance on the 

ramp t e s t  a t  intervals and post tes t .  

PERFORMANCE OF UNITS FAULTING DURING SCREENING 

TEMP. HI-TEMP. 2.5 VOLT 5.7 VOLT 30 VOLT 
CATEGORY CYCLE STORAGE LIFE LIFE LIFE TOTAL 

FAULTED DURING SCREEN 14 18 18 22 19 -!TI- 
REPEAT FAULTED DURING RAMP 4 11 1 1 0 17  
FAILED CATASTROPHICALLY 1 7 0 0 0 8 

These data clearly indicate that  faulting and clearing, by i t s e l f ,  i s  not 

a precursor of capacitor fai lure.  Accordingly, the anticipated benefit was 

not realized. The screening t e s t  has demonstrated that i t  improves re l i ab i l i ty  

by reducing fai lures , as indicated by data summaries discussed earl i e r .  

The temperature cycle testing generated the most fault  events, a total 

of.2520, which were generated by 39 capacitors. This represents sl ightly over 

64 faults  per capacitor during the 5 interval ramp tes ts .  7 .5% of the units 

tested fai led to meet the post t e s t  requirements. As previously noted, most 
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faults occurred during the change from -55°C t o  +lOO°C and, in fact, the 

tes t  generated some open circuit failures which were n o t  expected. Analy- 

s i s  of these failures revealed fractures between the sprayed end connec- 

t i o n  and the terminal wire. These caused intermittent contacts during the 

temperature excursions and generated a large number of very low energy 

(el uJ) fault pulses. The reason for the fractures in the terminal connec- 

tion area i s  believed due t o  the extended cycling t o  125OC performed on the 

units prior t o  screening test  (50 cycles; -65OC t o  + 1 2 5 O C ) ,  which over- 

stressed the connections. Subsequent testing (300 cycles ; -65°C t o  +1 OO°C) 

caused the weakened connection to fracture. These open circuit failures 

and the fault  events they generated are not included in the data evaluations 

either as failures or as f a u l t i n g  units t o  avoid introducing additional vari- 

ables into the data analysis. - 

There were 18 short circuit failures-2 in the special' screened groups - 
and 16 in the standard (MIL) screened groups. These were analyzed by unroll - 
ing the winding and measuring the resistance and finding the point where i t  

increased abruptly. The winding and film were then examined t o  detect po- 

tentional defects. Generally, the short circuit was found within the las t  5 

or 10 turns on the outer surface of the winding w i t h  the exact cause n o t  read- 

i ly defined. Some windings had slight wrinkles in the center of the film 

width in the outer turn area. Other windings examined were found t o  contain 

minor processing defects which were likely responsible for the early short 

circuit failures. 

The detrimental effect of the 1 2 5 O C  exposure on polycarbonate film 

groups was evident in the high temperature storage testing. After the 2000 

hour exposure a t  125OC, 41.3% of the units failed t o  meet post tes t  require- 

ments. A total of 1230 faults were generated by 162 capacitors, an average 
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of 8 faults  per capacitor, most of which shorted and, therefore, did not 

fau l t  often. In fac t ,  the effects of the high temperature exposure was 

strong enough to mask a l l  other effects ,  except those related to film 

type and lo t .  Special screened groups had 51 failures vs. 48 for standard 

(MIL) screened groups. 

A significant performance advantage was .fol;nd in the polysul fone 

groups. In a l l  tes ts  combined, the polysulfone groups exhibited 2.5% fa i l -  

ures (5 of 200) , whil e the polycarbonate groups generated 11 .3% fai  1 ures 

(1 13 of 7000). A11 except one of the polycarbonate failures were generated 

during the temperature cycle and high temperature testing (18 during T.C, 

94 during H .T.S. ) . The improved performance of pol usul fone film capacitors 

i s  believed due t o  i t s  higher temperature capability and oxidation resistance. 

An operating temperature of 125°C may be too severe for polycarbonate film, 

which has a glass transition temperature of -140°C, b u t  no t  so for polysul- 

fone film with a glass transition temperature of %180°C. I t  i s  conjectured 

that,  a t  a 100°C maximum,operating temperature, the-polycarbonate units would 

have performed with better re l i ab i l i ty  because the rate of degradation would 

have been 1 ess severe. 

Analysis of selected failures from the high temperature storage t e s t  

groups confirmed the assumptions. The polycarbonate film had become dis- 

colored and exhibited poor tensile strength, particularly in the area of the 

outer turns. The film also crumbled readily when rubbed between the fingers. 

After unrolling the outer tenth or fourth of the winding turns, the film was 

found to be more normal, although s t i l l  s l ightly weaker in tensile strength. 

Physical and chemical analysis of film, b o t h  as received and from tested ca- 

paci tors ,  i s  being performed to quantify the differences. I n  addition, 
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residual gas analyses are planned t o  determine i f  the gaseous species vary 

for capacitors which have failed as compared with those t h a t  have not failed. 

The l i f e  tes t  data were grouped together, since only 1 unit of the 720 

tested a t  the three voltages failed t o  meet the post t es t  requirement. Thir- 

ty-five (35) capacitors generated 2220 faults for an average of 4 0  per ca- 

pacitor. The largest number, 1420, were generated during the 30 volt 1 i fe  

tes t ;  however, the only failure occurred in the medium voltage ( 5 . 7  VDC; 75 

$) group.  These results indicate that ,  a t  25OC, voltage l i f e  i s  re1 iable 

even a t  low voltage and i s  relatively unaffected by external effects. 

The distribution of failures and faulting units by test  groups are 

The distribution of failures was compared, also, on the basis of raw 

material lots. Capacitors made from lot A film, both single and double layer, 

exhibited more failures than lots B and C. A comparison of the failures by - 
film lo t  i s  tabulated below for the tes t  groups. 

FAILURES BY FILM LOT AND TEST GROUP 

FILM LOT FAILURES BY TEST GROUP 
TEMP. HI-TEMP. LIFE 
CYCLE 

LOT A 
- 

9 
LOT B 
LOT C 
LOT D 

STORAGE 
6 3 

TESTS 
1 

POLYCARBONATE FILM TOTALS 18 94 1 

POLYSULFONE FILM TOTALS 0 5  0 

GRAND TOTALS 18 9 9 1 

NOTES: Lot ,4 contains single and double layer film. 
Lots A and B are from the same manufacturer. 
Lots C and D are from the same manufacturer. 
Lot D uses 3 . 5  um thick film. 

TOTAL 
7 3  
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These data incidate that lots B and C performed significantly better 

than lots  A or D and compared favorably with the polysulfone tes t  groups. 

This was evidenced in both the severest environmental t es t  gro;ps and sug- 

gested very strongly that the starting raw material was a factor affect- 

ing device rel iabil i ty.  

Since raw material l o t  seemed a contributing factor, the determina- 

tion of potential differences i n  the material was sought to provide cr i -  

teria for material selection. Accordingly, samples from material lots  A ,  

B and C were subjected to the following tests:  

- Thennogravimetric studies (TGA and DTA) 

- Spectroscopic analyses (IR Spectra) 

- Radiographic analysis (X-Ray Fl uorescence) 

- Analysis of sol ubl es (Liquid Chromatography) 

The thermogravimetric, spectroscopic and radiographic analyse's failed to . - 
identify significant differences between the film lots.  The analysis of sol- 

ubles extracted i n  THF (tetra-hydro-furan) by liquid chromatography did re- 

veal that  the three lots  tested (A, B and C )  are different in chemical com- 
- 

position. Lot A has a significant volume of a low molecular weight species, 

whereas lots  B and C have none, or only trace amounts of the same species. 

These samples are being concentrated and separated and will be analyzed by 

infra-red spectrophotornetry to identify the specific chemical composition. 

If successful, this  may yield a technique by which material can be selected, 

which has the best probability of producing capacitors which are highly re- 

liable, for these, as well as less severe applications. 

Capacitors from the suspect film lot  also were found to have more fa i l -  

ures during the screening tes t .  A summary, by film lo t ,  i s  tabulated below. 
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FILM LOT FAILURES D U R I N G  

SCREENING TEST 

NOTES: A1 = single layer, Lot A film 
A2 = double layer, Lot A film 

Although these data do n o t  provide as clear a difference in perform- 

ance as does the environmental test ing,  the trend i s  discernible. 

Lot D film performan'ce i s  between the best and the worst of the other 

lots;  however, i t  behaved very similarly t o  lo t  A ,  as shown by the summary 

of failures for the two lo t s ,  as tabulated below. 

COMPARISON OF PERFORMANCE-LOT A VS. LOT D 

FILM LOT FAILURE BY TEST AND SCREEN TYPE 

TEMPERATURE CYCLE HI-TEMPERATURE STORAGE L I F E  TESTS 
SPECIAL STANDARD SPECIAL STANDARD SPECIAL STANDARD - 

A1 71 20 T D O -  

Samples from film l o t  D were not available in as received condition, so 

were not included in the chemical analyses. 

The testing to identify the chemical differences between film produc- 

ing "good" and "bad" capacitors, as well as analyses of the gaseous species 

in tested and untested units,  i s  in progress. These data will be i~corporated 

into an addendum to th is  report. 

Tab1 e XI1 I summarizes a1 1 the fai  1 ures generated during environmental 

testing into the various categories - by screening technique, by dielectr ic 

material, by film lo t  and by a combination of film lo t  and screening tech- 

nique. 



ORIGINAL PAGE !S 
i9F PG8R QUALITY, 

TABLE XI1 I 

SUMMARY OF ALL FAILURES BY CATEGORY 

CATEGO RY PERCENT FAILURES FAILURESISTARTS 

COMBINED 9.8 118/1200 
MIL SCREENED 11 .O 65/600 
SPECIAL SCREENED 8.8 53/600 
POLYCARBONATE 11.3 11 311 000 
POLYSULFONE 2.5 51200 
LOT A 18.3 73/400 
LOT B 3.0 61200 
LOT C 3.0 61200 
3.5 pm FILM 14.0 281 200 
LOT A (MIL) 20.5 41 /200 
LOT A (SPECIAL) 16.0 321-200 
LOT B (MIL) 2.0 21 100 
LOT B (SPECIAL) 4.0 4/100 
LOT C (MIL) 3.0 3/100 
LOT C (SPECIAL) 3.0 31 1 00 
3.5 lim (MIL) 17.0 17/100 
3.5 pm (SPECIAL) 11.0 11/100 

By examining the  tab le ,  the  e f f e c t  o f  each va r i ab l e  on capac i tor  performance 

can be estimated. 

CONCLUSIONS 

I. Screening Technique 

The spec ia l  screening technique was shown t o  be e f f e c t i v e  i n  enhancing 

device r e l i a b i l i t y .  This was demonstrated by the smal ler  number o f  cata-  

s t roph ic  f a i l u r e s  i n  t he  spec ia l  screened t e s t  groups. The number o f  f a i l u r e s  

f o r  a l l  t e s t  modules combined i s  summarized i n  the t a b l e  below. 

TEST MODULE CATASTROPHIC FAILURES 
SPECIAL SCREEN MIL SCREEN 

TEMPERATURE CYCLE 2 16 
HIGH TEMPERATURE STORAGE 5 1 48 
2.5 VOLT LIFE TEST 0 0 
5.7 VOLT LIFE TEST 0 1 
30 VOLT LIFE TEST 0 0 

TOTALS 53 65 
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Units which faultedTand cleared were seemingly not affected by 

screening technique. Data show that  special screened groups had 62 units 

faulting, while the MIL screened group had 56 units in the same category. 

The combined total of catastrophic fai lures plus faults  also shows the 

special screening to be sl ightly more reliable w i t h  115 units,  as compared 

w i t h  121 for  the MIL screened groups. 

Capacitors which faul ted and cleared during the speci a1 screening 

t e s t  did not necessarily faul t  again, or f a i l  catstrophically. I t  was 

hoped that  th is  correlation could be established; however, since only 8 

of 91 in th is  category ultimately fa i led ,  no correlation can be inferred. 

The special screening t e s t  results generally correlated with the re- 

l i ab i l i t y  of the t e s t  groups, i . e . ,  those groups with more fai lures during 

screening t e s t  were also those with the greater number of fai lures during 

the environmental testing. The type of screening had only a minimal effect  - 
on the electr ical  characteristics of the capacitor tested. There i s  a sl ight 

improvement in the capacitance s tab i l i ty  of the specially screened devices; 

however, this  i s  believed due to the extended time on burn-in and i t s  s tabi l -  

izing effect  on the winding. 

I1 . Environmental Testing 

Prolonged exposure a t  125OC significantly affects  the re l i ab i l i ty  of 

polycarbonate film capacitors and, to a much lesser degree, of polysulfone ca- 

pacitors. The data show that greater than 80% of the total number of cata- 

strophic fai lures recorded occurred in the polycarbonate t e s t  groups in the 

high temperature storage module. All f ive of the polysulfone t e s t  g roup  f a i l -  

ures were also recorded in th is  module. A comparison of the distribution of 

fai lures with and without the high temperature storage data i s  shown below. 



CATASTROPHIC FAILURES 
- TEST MODULE ALL MODULES LESS H.T.S. MODULE 

SPECIAL SCREEN MIL SCREEN SPECIAL SCREEN MIL SCREEN 
TEMPERATURE CYCLE 2 16 2 16 
Hi -TEMP. STORAGE 51 48 - - 
2.5 VOLT LIFE 0 0 0 0 
5.7 VOLT LIFE 0 1 0 1 
30 VOLT LIFE 0 0 0 0 

TOTALS 5 3 65 2 17 

The summary shows t h a t  85% of a l l  catastrophic f a i lu res  occurred during 

the 125OC storage test. These data also show the s igni f icant  improvement i n  

the r e l i a b i l i t y  of the special screened capacitors,  which exhibi t  2 f a i lu res ,  

over the MIL screened groups, which had 17, i f  the high temperature storage data 

a re  not considered. 

For the polysulfone fi lm capacitors,  a l l  5 of the f a i lu res  were recorded 

in the high temperature storage t e s t  module, b u t  there  was no s igni f icant  d3f- 

ference in the re1 iab i l  i ty of the capacitors based on screening1 technique. 

The r e l i a b i l i t y  of the t e s t  capacitors varied w i t h  raw material l o t .  One 

l o t  in par t icu lar ,  f i lm l o t  A ,  yielded devices w i t h  lower r e l i a b i l i t y  than the 

other material l o t s .  The r e l i a b i l i t y ,  based on materials l o t ,  i s  tabulated be- 

low. 

FAILURE BY TEST MODULE 

FILM LOP TEMP. HI -TEMP LIFE 
FILM LOT CYCLE STORAGE TESTS TOTALS 

A SINGLE 1 
A DOUBLE 8 
B 0 
C 0 
3.5 um 9 

The data show tha t  capacitors using film from l o t  A are much l e s s  re- 

l i ab le  than those using l o t  B or  C film. Material f o r  the double layer wind- 
(:: 

ings was from the same resin l o t  as the film for  the s ingle  layer windings 

and reinforces the poorer r e l i a b i l i t y  of capacitors from l o t  A. 
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comparison by film l o t  and screening technique revealed tha t  special 

screening, par t icular ly i f  125OC storage data a re  excluded, yields  more 

re1 iable  devices. 

FAILURES BY TEST MODULE 

TEMP. CYCLE HI-TEMP. STORAGE L I F E  TESTS TOTALS 
TYPE SCREEN TYPE SCREEN - TYPE SCREEN TYPE SCREEN 

F I L M  LOT STD. SPEC. - STD . - - SPEC. -- STD. SPEC. - STD . SPEC. 
A S INGLE 7 0 18 2 0 0 0 19 20 
A DOUBLE 7 1 15 11 1 0 23 12 
B 0 0 2 4 0 0 2 4 
C 0 0 3 3 0 0 3 3 
3.5 um 8 1 9 10 0 0 17 11 

I f  high temperature storage data a r e  deleted, the t o t a l s  are  as follows: 

TEMP. CYCLE L I F E  TESTS TOTALS 
TYPE SCREEN TYPE SCREEN TYPE SCREEN 

F I L M  LOT T D .  SPEC. ---- - - STD. - SPEC. SPEC. 
A SINGLE 1 0 0 0 

y!L - 
0 

A DOUBLE 7 1 1 0 7 1 
B 0 0 0 0 0 0 
C 0 0 0 0 0 0 
3.5 pm 8 1 0 0 8 1 

These data indicate tha t  the special screening test may have improved 

the r e l i a b i l i t y  of capacitors from film l o t  A ,  since M I L  screened groups ex- 

h ib i t  8 f a i lu res  and special screened l o t s  only 1 .  

The  improved re1 iabi l  i t y  of polysulfone film capacitors compared to poly- 

carbonate fi lm uni ts  has been demonstrated by the data. Except f o r  l i f e  t e s t s ,  

where only 1 f a i lu re  was recorded, the polysul fone units had fewer f a i lu res  

than the polycarbonate capacitors. Five of the 2 0 0  polysulfone units tested 

fa i led  (2.5%),  while 11 3 of the 1000 polycarbonate capacitors fa i led  (1 1.3%). 

In the high temperature storage t e s t ,  the r a t i o  of fa i lures  was 12.5% for  poly- 

sulfone ( 5  of 40) and 47% for  the polycarbonate (94  of 2 0 0 ) .  During the 25°C 

l i f e  t e s t s ,  however, there was no s igni f icant  difference in the r e l i a b i l i t y  

of capacitors using e i the r  film. This suggests t h a t ,  i f  polycarbonate film 



i s  used a t  a lower temperature, possibly 65"C, or 85"C, the re l iab i l i ty  

will be improved significantly and may para1 lel that shown by the poly- 

sulfone film units a t  125OC. 

Two sheet insulating systems offer re l iab i l i ty  advantages over single 

sheet systems. I t  i s  theorized that  the multiple sheet system, because of 

i t s  interleaved layer o f  clear (no t  metallized) film, i s  not as susceptible 

t o  faulting, because the additional insulation can stand off the applied 

voltage. The screening t e s t  data support th is  conclusion. Of al l  polycar- 

bonate film capacitors using 2 ~m film, and comparing single and double layer 

systems, the failures generated during the screening t e s t  were 50 of 393 

(12.7%) for the single layer units and 3 of 120 (2.5%) for the double layer 

units. Once the capacitors were placed on environmental t e s t ,  the improve- 

ment was not as clear. In the special screened groups, the advantage of 

the double layer construction was maintained; in the standard screened group, - 
i t  was not  as clear. These data are tabulated below for easy reference. 

NUMBER OF CATASTROPHIC FAILURES 

TEST MODULE 
TEMPERATURE CYCLE 
HIGH TEMPERATURE STORAGE 
2.5 VOLT LIFE 
5.7 VOLT LIFE 
30 VOLT LIFE 

STANDARD SCREEN SPECIAL SCREEN 
SINGLE DOUBLE SINGLE DOUBLE 

1 7 0 1 

TOTALS 24 23 27 12  

The data show the double sheet system to be more reliable than the 

single sheet system and that special screening significantly affected the 

result.  

Of the units fai l ing to meet the post t e s t  electrical requirements, the 

vast majority ( ~ 9 5 % )  were shorted or failed to meet insulation resistance 
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1 imits. The few open circuit failures encountered were due t o  the dele- 

terious effect of the 1 2 5 O C  exposure on the capacitors. 

The level of energy required to clear faults in metal1 ized film ca- 

pacitors i s  lower than anticipated. Clearing energy i s  defined as the 

amount of energy, in microjoules, t h a t  i s  used t o  effect fault  clearing and 

represents the change in the energy stored in the capacitor as a result of 

the clearing. These clearing events routinely used less t h a n  5 DJ and,  of- 

ten less than 1 VJ. 

The amount of stored energy in the capacitor varied from 0.03 pJ t o  

2,250 p J y  b u t ,  for 70% of the ramp tes t  time, did no t  exceed 62.5 pJ. The 

majority (%75%) of faults were recorded a t  vo1 tages between 2 VDC and 5 VDC. 

These voltage 1 evels represent 10 pJ and 62.5 pJ, respectively, and indicate 

" '"" 
I-.: :j 

clearing will occur with relatively low levels of energy stored in the capa- 
..- 

citor. The estimated average i s  20 DJ. 

Fault clearing does n o t  preclude or indicate failure. This i s  verified 

by the inclusion of capacitors which cleared during screening test  and were 

subjected t o  environmental testing. A summary showing this re1 ationshi p has 

been detailed elsewhere in this report b u t  i s  tabulated below for easy refer- 

ence. 

NUMBER OF UNITS PER TEST MODULE 
TEMP. HI -TEMP. LIFE TESTS 

CATEGORY CYCLE STORAGE 2.5V 5.7V 30V TOTALS 
CLEARED DURING SCREEN 14 18 18 22 19 91- 
RECLEARED DURING RAMP 4 11 2 1 0 18 
FAILED CATASTROPHICALLY 1 7 0 0 0 8 

The data  show that only 9% of the units which faulted during screening failed 

and 20% repeat cleared. If  the 1 2 5 O C  storage test  da ta  are omitted, only 1.5% 

(:-. 4 of subject units failed and 9.5% repeat cleared. 
k.. 5, 
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The relationship between clearing energy used during screening t e s t  

and catastrophic fai lure was also evaluated by comparing the clearing en- 

ergy used by both capacitors which faulted and cleared only and those that 

fai  1 ed. 

CLEARING ENERGY 
CATEGORY ERAGE MINIMUM MAX IMUM 

FAULTED AND CLEARED 35.8 uJ 9.0 pJ 109.0 pJ 
CATASTROPHIC FAILURES 36.2 uJ 14.4 uJ 116.0 uJ 

For a11 capacitors tested, Figure 17 compares the clearing energy 

used by both failures and faults.  The data shows l i t t l e  difference in the 

cl eari ng energy 1 eve1 between the two categsri es . Fai 1-ures generated 1 ess 

clearing events than faults because, as shorts, they do not generate fault 

pulses. Accordingly, faults appear t o  have a sl  ightly higher mean energy 

value. Based on these data, i t  i s  concluded that clearing energy i s  not  

a significant factor i n  predicting ultimate device fail  ure. 
- 

A1 1 t e s t  groups demonstrated acceptabl e re1 i abi 1 i ty data on 1 i fe  t e s t ,  

regardless of energy content in the capacitor. Only one u n i t ,  in the 5.7 

volt t e s t  group (stored energy ~ 7 5  uJ), failed t o  meet post t e s t  requirements. 

No fai lures were recorded in either the 2.5 volt ($1 5 uJ) or the 30 volt 

(~2250 uJ) t e s t  groups. d f  the 720 capacitors tested on a l l  three 1 i f e  t e s t s ,  

only 34 units faulted and cleared during the intermediate and final ramp 

tes ts  . 
Raw material lo ts  exhibit differences which may be related t o  capaci- 

tor re l iabi l i ty .  The re l iab i l i ty  of units from the various material lo ts  

has been documented elsewhere in th is  report. Physical and chemical analyses 

are in progress t o  characterize and identify these differences. Testing t o  

date has identified that raw material from l o t  A has a sl ightly different 

composition than lots  B and C and that i t  contains a significantly higher 



A. PARTS WHICH F A I L E D  CATASTROPHICALLY 

B. PARTS WHICH FAULTED AND CLEARED. 

ENERGY USED DURING CLEARING - pJ 
NOTE: CLEARING ENERGIES <1 uJ ARE L I K E L Y  DUE TO 

SYSTEM NOISE AND SHOULD NOT BE CONSIDERED. 

FIGURE 17 

DISTRIBUTION OF CLEARING ENERGIES FOR FAILURES AND FAULTING UNITS 



higher percentage of a low molecular weight compound. This compound will - 
be identified and i t s  potential effect on device reliabil i ty assessed. In 

rg 

addition, residual gas analyses are planned on tested and untested units 

from each material lot  t o  attempt t o  identify causative factors or raw ma- 

terial differences. Results of these evaluations will be included in an 

addendum t o  this report. 

RECOMMENDATIONS 

Based on the results of this study, six recommendations are offered. 

1. Metallized film capacitors should be subjected to a screening tech- 

nique t o  improve reliabil i ty.  The following sequence of operations 

represents the recommended screen technique: 

A.  Temperature cycle; 50 cycles: -55°C t o  +lOO°C 

B. Seal tes t  - fine and gross leak 

C. Capacitance and D.F. a t  1 KHz, o r  appl icable frequency, a t  25°C 

D. Test using the procedure outlined in Figure A 

E. Measure insulation resistance a t  30 VDC a t  25°C and 100°C 

F. Measure capacitance and DF a t  1 KHz a t  25°C (or a t  applicable 

frequency ) 

G.  Seal tes t  - fine and gross leak 

2. The maximum use temperature for metallized polycarbonate capacitors 

should not exceed 100°C t o  improve reliabil i ty.  For maximum re1 i -  

abi 1 i t y  and stabi 1 i t y  of electrical characteristics , i t  i s  recommended 

that the upper temperature limit be restricted t o  +6S°C. This value 

i s  comfortably below the f i r s t  order transition temperature of  poly- 

carbonate film, which i s  %80°C. 



30 wlt  arnl~r - Cbatgr. cycle -1.5 v h l e  
Olscharge cycle - 3uhln 

1 LMPLRAI URL All) VOLT ACE PROF l bES 

1. SLart a t  25°C and 0 VDC. 

2. ltaisr! tc?slperature l o  100°C (0.5 hour). 

3.  Railtp va l  Laqe front 0 t o  42 VIH: a t  1.4 V/sin. 

I. llo ld  a t  42 VDC and 100°C f o r  50 hours. 

5. Sta r t  tel~tltera ttrre cycles sltow~~ ancl rain() vo l  taye f ran  
42 t o  0 VDC a t  1.4 Vl~ein. 

6. I 'erfonr sequence o f  5 v o l t  and 30 v o l t  ratnps dur ing 
I.entperature cyc l lng. 

A. Te~ttperature cycles t o  be 1 hour a t  each extrese 
and 1 llotrr f o r  t rans i t ion .  

tl. Vul tage sequence i s  : 4 raittps 0-5-0 VDC, followecl Ity I 
6 rantps 0-30-0 VDC, f o l  lorrecl I)y cn 
4 rastps 0-5-0 VIX, followed I)y V 

I 
ramp front 0 t o  42 VDC a t  I .I V/~nilt. 

C. 5 v o l t  ralltps a t  0.5 V1111irl. on charge cycle and I V/III~II. 
on discharge. 

U. 30 v o l t  ratnps a t  1.5 V b i n .  on charge cycles ancl 3 V/ntin 
on discharge. 0 0 

7. l lo ld  a t  42 Vl lC sad 100°C f o r  50 lroitrs. m z  
-!? 

8. Repeat 6. 6A, 6tl (except f o r  42 v o l t  rang)), 6C and 61). 0 2 
% 3 

9. I teturn cltamlrer tallperature t o  25°C. 10-0 
10. Measure i nsu la t i on  resistance a t  25°C w i t h  30 Vl lC  a(t11l i ~ t l .  c p  v m  
11. Heasat'e i n s ~ ~ l a t i o n  res lstancs a t  100°C wi l l t  30 VI)C apl)l iscl. z m  

4- 
4 Cfa 

12. Heasure capacitance and d i ss ipa t i on  fac tor  a t  
desired frequency. 

F IGURE A 

HCCOE1MENL)EQ SCREENING TEST PROCEDURES, ,IE,IIPERI\TURE AND VOLTC\GE PROFILES AND BEST CIRCUIT '  



3. Where high temperature operation i s  e s sen t i a l ,  the use of polysul- 

fone film d i e l e c t r i c  i s  recommended. This study indicates t h a t ,  a t  

125"C, capacitors using polysul fone fi lm are  s igni f icant ly  more re- 

l i a b l e  than those using polycarbonate fi lm. 

4. Raw material l o t s  should be screened to  ident i fy film which may be 

unsatisfactory f o r  use i n  capacitors f o r  space appl i  cations.  These 

findings should be provided t o  fi lm manufacturers so tha t  methods 

and techniques to  control film qual i ty  may be ins t i tu ted  during the 

film manufacture. Specific recommendations regarding screening pro- 

cedures will be included i n  an addendum t o  t h i s  report .  

5 .  Metallized fi lm capacitors are  recommended f o r  use in c i r c u i t s  and 

applications where occasional noise pulses do not adversely a f f e c t  

c i r c u i t  behavior and charac ter i s t ics .  This study shows t h a t ,  even in 

low voltage, high impedance c i r c u i t s ,  metallized capacitors may f a u l t  

and c lear  without f a i l i n g  catastrophically.  Accordingly, i f  noise 

pul ses o r  momentary changes in capacitor voltage and insulation r e s i s t  

ance af fec t  c i r c u i t  performance, e i the r  c i r c u i t  parameters should be 

adjusted t o  compensate f o r  these pu1 ses , o r ,  metal 1 i  zed capacitors 

should not be used. 

6. The minimum amount of stored energy in  a  capacitor which will permit 

clearing should exceed 100 uJ , b u t  need not exceed 500 uJ. Data from 

t h i s  study has shown tha t  clearing will  occur routinely with 65 uJ 

stored in the capacitor and has been recorded with as 1  i t t l e  as 15 uJ 

stored energy. I t  i s  believed t h a t ,  f o r  the ratings studied, t h e  rzc- 

ommended levels a re  adequate. Users should be aware tha t ,  on rare  
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occasions, metal 1 i zed capacitors may res i s t  clearing , regard1 eiss 

of the energy stored in the capacitor. I t  i s  be1 ieved that such 

devices would be removed from the population during the proposed 

screening tes t .  

FUTURE WORK 

The present study has provided answers to the questions regarding 

screening tests ,  energy levels for fau l t  clearing, material lo t  variabil i ty 

and device re l iabi l i ty .  Some questions were raised during this work. 

1. The re1 i abi 1 i ty of polycarbonate film capacitors a t  temperatures 

100°C and below should be ascertained. Tests a t  65"C, 85°C and 100°C 

should be performed t o  provide these data. 

Further work t o  clearly identify film properties and their  impact on 

capacitor re l iab i l i ty  should be performed. This may provjde informa- 

tion t o  classify film lots  t o  produce capacitors w i t h  optimized per- 

formance and re1 iabi 1 i ty. 

3 .  The performance of other films, such as polyester or polypropylene, 

should be considered. The present study shows polysulfone film t o  be 

highly re1 iable. Other films may perform satisfactori ly.  

4. An evaluation of other capacitance values should be considered. The 

present study tested capacitors with an average value of 5 uF;  smaller 

and larger values are routinely used in normal application. I t  i s  

conjectured that capacitor performance may be related to i t s  electrode 

area. Studies to  evaluate the effect of special screening on this  vari- 

able wou1 d provide re1 iabil i ty data beneficial t o  c i rcui t  designers and 

other users. 
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