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INTRODUCTION

The San Marco D/L spacecraft (scheduled for launch in 1985) is a scientific satellite designed

to study the layer structure of the upper atmospheretl >, The spacecraft configuration is illustrated in

Figure l and its main Wiaracteristics are given below,

Size:	 approximates a sphere of I meter in diameter

Weight: 240 Kg

Orbit:	 equatorial, 290 Km x 800 Km

Spin:	 6 rpm about the Z axis

Lifetime: 18 months

0	
Y r

4

	

c 

<	

1

	

1+	
ti

I?

	

Ii	

FF^

	

^	 f

	

I;	 -Y

LI

FIGURE 1. SAN MARCO D/L SPACECRAFT CONFIGURATION
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The San Marco D/L power system( 2) consists of a solar array, rechargeable nickel cadmium

batteries, the spacecraft loads, and associated control and regulation circuitry. The spacecraft load

requirements are approximately 2.7 watts continuous and 70 watts on command. However, typical 	 '.

data acquisition and data dumping load conditions range from 35 watts to 65 watts. It was not a

design requirement for the solar array to support 100 % science for an entire orbit at beginning of
t

life (BOL) or end of life (EOL). Because San Marco D/L is very small and because of unique

design constraints, the spacecraft cannot support a corp. ; -r,ratively large solar array, Hence, the San

Marco D/L solar array was designed with the requirement that duty cycling of on -command loads be	 i

performed to balance the power budget,

ARRAY DESIGN LIMITATIONS

In addition to the spacecraft power requirements, a major design consideration for the San 4

Marco D /L solar array system was compatibility with the " Drag Balance" experiment( 3 ). This

experiment consists of a very elastic system which transmits and measures the aerodynamic forces

exerted on the outer shell. The local air density is then determined from the drag force measure- 	 j

went. Three requirements must be met in order to achieve a very high sensitivity in the drag balance 	 ;{
z

measurement system:

a) the outer shell of the spacecraft must be light weight and rigid;
f

b) the external shape of the spacecraft must approach the shape of a sphere without large area 	 j
i

appendages (however, it was necessary to mount 4 booms on the spacecraft equatorial plane to

obtain the proper moment of inertia ratios amoung the 3 principal axes);

c) the outer shell of the the spacecraft must be a free body except for the drag balance which 	 I^
1

elastically connects it to the main body.	 j

For the above reasons, it was not possible to use solar paddles or to mount solar panels directly

on the outer shell of the spacecraft. The solution( `+) , as employed on San Marco C spacecraft, was to

mount the solar array panels on the main body behind windows to allow illumination by the sun.
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MECHANICAL LAYOUT

As shown in Figure 2, the San Marco D/L solar array system consists of 28 solar cell panels

distributed in 2 loops, I above and I below the equator of the spacecraft, The panels arc, mounted

on supports all of which are planar except for 2 which, are conical, Solar cell panels in the upper

and lower loops are inclined +9° and — 9°, respectively, corresponding to the inclinations of the

upper and lower truncated cones which forn the equatorial portion of the outer shell,

Layout of the solar array panels/windows is compatible with the position of the experiments

and the spacecraft geometry. Most of the experiment sensors are located along an area of the

spacecraft, causing a nonuniform distribution and a limitation in window dimensions and layout,

FLIGHT EXPERIMENT

The San Marco D/L solar array consists of 2 identical sections of 14 parallel connected panels,

13 Si solar cell panels and I GaAs solar cell panel. As shown in Figure 3, each section consists of

consecutive connected panels alternating from the upper and lower loops so that the spin-averaged
F

output current for the 2 sections will be equal for all sun angles. The only allowed exception is for

the solar array flight experiment in which the in-flight performance of Si and GaAs solar cell panels

will be compared. The panels are required to be physically located together and electrically

connected to the same operating point. The performances of only l pair (I Si and I GaAs) of panels

will be monitored in flight. Power system measurements that will be made available by spacecraft

telemetry are illustrated in Figure 4, The parameters associated with the solar array flight experiment

are:

a) TG ,A,, GaAs panel temperature

b) Tsi , Si panel temperature

c) IG A,, GaAs panel current

d) Is i , Si panel current

e) VsCT, section voltage (GaAs & Si panel operating point)
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FIGURE 3, SOLAR PANELS ELECTRICAL CONNECTION
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FIGURE 4. POWER SYSTEM ELECTRICAL MEASUREMENTS
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PANEL DESCRIPTION

The GaAs panels were supplied for San Marco D/L courtesy of the U.S. Air Force Aero

Propulsion Laboratory (USAFAPL). A total of 5 GaAs solar cell panels were manufactured for San

Marco D/L. The manufacturer performed qualification tests on I panel. The remaining 4 panels

were evaluated for flight( 5) by NASA Goddard Space Flight Center (GSFC). Two of the four panels

were recommended for flight,

As shown in Figure 5, each GaAs solar cell panel consists of 28 2cm x 2 cm cells connected 	 ±^
i

in series, The GaAs solar cells were fabricated by the USAFAPL contractor( 6) using their liquid

phase epitaxial growth technique which has consistently produced 16 percent to 18 percent air mass

zero (AMO) efficient GaAs solar cells, In addition to the conventional cell layers (substrate,

n-doped, and p-doped), this GaAs solar cell structure includes an (AIGa)As window layer that i
reduces carrier recommendation near the GaAs surface to achieve high efficiency, The characteristics

of the typical San Marco D/L GaAs solar cell are given in Table 1, 	
a

l:

Each Si solar cell panel consists of a series string of 56 2cm x Icm cells (Figure 6)y The cell	 R

type is a conventional Spectrolab K7 Si Cell( 7) , Its characteristics are given in Table 2. As with the

GaAs cells, the Si cells are connected in series with conventional stress-relief interconnects and 	 t
t

adhered to a 170mm x 84.3mm micaply insulated aluminum panel. Each panel has 4 mounting
d

holes and 2 electrical feed-thru terminals (I positive and I negative), The terminals are accessible

from the rear of the panel where they are connected to a printed circuit board on which the blocking

diode is mounted.

B
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Table I
GaAs Cell Characteristics

f

Property Description

n contact (Au-Ge-Ni) Ag
Substrate layer GaAs, Te-doped
n layer GaAs, Sn-doped
P layer GaAs, Be-doped
Window layc,^ (AIGa) As, Be-doped
P contact (Au-Zn) Ag
AR coating Ta205
Cell area 2cm X 2cm
Cell thickness ,03cm
Coverglass thickness ,03cm

Table 2.
Si Cell Characteristics

Property Description

P contact AI-Ti-Pd-Ag
Back surface layer P+ Feld, red reflector
P substrate Si, Bo-doped
n layer Si, P-doped
n contact Ti-Pd-Ag
AR coating Ta205
Cell area 2cm x I cm

Cell thickness .03cm

Coverglass thickness 03cm
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PANEL PERFORMANCE BEFOA.P. IRRADIATION

Each GaAs solar cell panel was exposed to AMO solar Illumination, as simulated by a pulsed

Xenon source, The ineensity calibration was performed with a gem X 2cm silicon solar cell (balloon

standard) that was thermally anchored at 28"C. The current-voltage (I-V) data were acquired during

the light pulse while external load resistances were switched electronically. Th', measured IN curve

and performance parameters for the GaAs panel at 28 °C tire given in Figure 7.

The beginning of life (BOL) performance of the SI solar cell panel has been provided by the

manufacturertea , The I-V curve for the typical SI panel at 28 °C and AMO solar illumination is

shown in Figure 8. It should be noted that for the San Marco D/L solar array the peak power output

of the typical Si panel is approximately 20% less than the peak power output of the GaAs panel at

BOL, 28 °C, & AMO solar illumination,
i
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CHARGED-PARTICLE IRRADIATION DOSAGE

A study has been performed( 9) to determine the San Marco D/L radiation environment. A worst }

case orbit (period, 100 minutes; Inclination, 3 degrees, perigee, 290 kilometers, apogee, 1400
r

kilometers) was integrated over the t ►' n most current space radiation models to estimate the charge

particle flux. The results for electron and proton radiations are given in Tables 3 and 4,

r	 respectively.

Much is known about the degradation of solar cells due to irradiation with monoenergetic
i

unidirectional charged particles. However, the space radiation environment consists of a spectrum of

omnidirectional charged particles. Hence, a method( 10) has been used in which the above
Y

multienergetic omnidirectional space radiation tluenccs V>E0 ... (P(>En) may be converted to an

equivalent l Mev normal incident electron fluence tp(t) for a given shielding thickness t.

[0 ( > E + dE/2) 	 > E —dE/2	 D(Em

:i

,(t)
au,	

is „ 
0	 .1

3

where D(c>,.t), J) *,, t) are radiation damage coefficients for shielding of thickness t. The San 	 ja
{	 Marco D/L Si and GaAs solar cells are shielded by .03 cm thick fused silica covergiasses, The dam-
;

age coefficients (Tables 5 and 6) corresponding to this shielding thickness were interpolated from

handbook tables( 1 °), Upon substituting the damage coefficients and radiation environment data for 18

months into the above equation, the resulting fluences for the San Marco D/L solar array are 	 i

3.78E+ 13 l Mev e-/cm' and 4,59 E+ 13 l Mev e- /cm 2 for isc and Voc, respectively, it should be

noted that the validity f an equivalent electron tluence for GaAs solar cells is under scrutin (1 i)
Y	

q	
y	 1

Thus, the accuracy of this estimate is subject to verification by the flight experiment,

1

I
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Table 3
Electron Radiation Environntent(9)

Energy
(> Mev)

Worst Case Flux
(electrons/cm2/day)

Energy
; > Mev)

Worst Case Flux
(electrons/cmz/day)

0.10 1.291E+l1 0.20 7.069E+ 10
0.30 3,047E+ 10 0,40 1.032E+ 10
0.50 3,5021:+ 9 0,60 1.918E+ 9
0.70 1.054E+ 9 0,80 6.498E+ 8
0,90 4,488E+ 8 1,00 3.102E+ 8
1,25 1,708E+ 8 1.50 9,417E+ 7
1.75 6.228E+ 7 2.00 4.119E+ 7
2.25 2.693E+ 7 2.50 1,765E+ 7
2,75 9,158E+ 6 3.00 4,776E+ 6
3,25 1.580E+ 6 3.50 5.318E+ 5
3.75 1 324E+ 5 4.00 5,273E+ 4
4,25 1,382E+ 4

Table 4.
Proton Radiation Envi:onment(9)

Y

1

f

i

r

6
6

F

a	 t

Energy
(> Mev)

Worst Case Flux
(eicictrons/cmz/day)

Energy
(> Mev)

Worst Case Flux
(electrons/emx/day)

2 1.058E+8 3 1.042E+8
4 1,027E+8 5 1,012E+8
6 9.969E+7 8 9.610E+7

10 9.266E+7 15 8.505E+7
20 7,815E+7 25 7,361E+7
30 6,934E+7 35 6,645E+7
40 6.368E+7 45 6,103E+7
50 5,850E+7 55 5,615E+7
60 5,391E+7 70 4.968E+7
80 4.580E+7 90 4.222E+7

100 3,893E+7 125 3.139E+7
150 2.532E+7 175 2.044E+7
200 1,651E+7 250 1.062E+7
300 6.833E+6 350 4.401E,!
400 2,836E+6 a00 1.180E+



Energy
(Mev)

Damage Coefficients
IsC	 Voc and PMAX

5.5 0.00 0,00
7,0 7,16E-2 1,95E- l
9.0 3.08E- l 8,00E-1

12.5 3.68E-1 6.11E-I
17.5 3.65E - l 4.50E -1
22.5 3,77E- l 4,17E-1
27.5 3.79E - l 4.00E - l
32.5 3.72E- l 3.85E- l
37.5 3.60E- I 3.69E-1
42.5 3.48E - I 3.54E -1
47.5 3,34E- I 3,38E- l
52,5 3.20E- l 3.23E-1
57.5 3.06E - l 3.09E -1
65,0 2.87E-- l 2.89E-1
75,0 2.62E- l 2.63E-1
85.0 2,39E- l 2.39E-1
95.0 2.15E - l 2.16E -1

112.5 1.82E- l 1.82E-  l
137.5 1.44E- I 1.44E- l
162.5 1. 18E- t l .18E-1
187.5 1.01E-I 1.OIE-1
225.0 7.62E-2 7.62E-2
275.0 4.27E-2 4.27E-2
325.0 9.18E-3 9.18E-3
375,0 0.00 0.00

i
s

E

s
E

Table 5
Electron Damage Coefficientst10l

Energy
(Mev)

Damage
Coefficent

Energy
(Mev)

Damage
Coefficient

0.250 0.00 0.350 2.05E-4
0,450 3.25E-3 0,550 1.81E-2
0.650 4,36E-2 0,750 8.12E-2
0,850 1,28E-1 01950 1,82E-1
1,125 2,84E-1 1,375 4,48E-1
1,625 6,39E-1 1.875 8.48E-1
2.125 1.07E+0 2.375 1.30E+0
2.625 1,53E+0 2.875 1,77E+0
3.125 2.OIE+O 3.375 2.24E+0
3.625 2.47E+0 3.875 2,70E+0
4.125 2.93E+0

Table 6
Proton Damage Coefficients(10)

i
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PANEL PERFORMANCE AFTER IRRADIATION

Degradation of the I -V parameters for the San Marco D/L solar cells as a function of normal

incident I Mev electron fluence has been documented( 12,13) . These data are given in Figures 9, 11,

and 13 for the Si cells and Figures 10, 12, 14 for the GaAs cells. The percentage degradation of

each I-V parameter due to previously calculated EOL irradiation dosage is determined from the

above data. The resulting I-V parameters after irradiation arc given in Table 7. The operating point

current was determined from the equation below, which approximates the shape of an I-V curvc(14).

= ISC • (I +e l . (I — Exp 1V /(e2 • Vu^)J))

where e l = ( I — (Imp /1 $x,)1	 Expi ' Vmp /(e2 • V„,)i

and	 e2= 1(Vmp /VU,) — 11/111 l l 	 (I M p /1")I

Table 7
I-V Parameters at 28"C and AMO Solur Illumination After Irradiation

I-V Parameter Si Panel GaAs Panel

Isc (A) .083 . l 11
Voc (V) 30.3 28.1

PMnx (W) 1.88 2.53
Imp (A) .077 .101
VMp (V) 24.5 25,1

Vop (V) 21.8 21,8

lop (A) .082 106

Pop (W) 1.78 2.32

13
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â'c
OxH



^I

0.

0,

0.

j 0.

0;
v
Z
it0 0.

r

I

i
S1

56

52 f i ».^ I	 I

I^
{

I t
r
^ It ^

•,••
'{ •

I ^r	 I
i 1 1

50

ff f rt1	 I

0	 13	 1410	 10	 10	 10 615	 1

0.

0.

OF POOH , n. u v

1 MaV ELECTRON FLUENCE, a/cm2

FIGURE 11. OPEN CIRCUIT VOLTAGE VS 1 MeV ELECTRON FLUENCE (12)
AT 135.3 mW/cm2 AMO ILLUMINATION, 28°C

(Si SOLAR CELL)

1050

1000

E 950

s
C 900

H

v 850
Q

V

d 800

O

750

700

• r... ,.. .	 ,	 r

t 111( 	 '

1

f—~—
{ f

I'

t

^^

r .,

^

t.

i{
'	 i

f
t

m
«

« }....
i
1

I

1

1

^

r

i•

(:I•

{ i I a. .........
'

i^ f 1
1

1
..

•. n^

^. it
,,.I, 1. I

XT

rrr r,r.,r ,,,.rr rrrr rlr... r, ,... rr,,.r •,•	 ,rrrr••rrrr . r, ..1.•.. •.•.,r.. _ .,...
0	 1013 1014 1015 101

1 MeV ELECTRON FLUENCE, a/cm2

FIGURE 12. OPEN CIRCUIT VOLTAGE VS 1 MeV ELECTRON FLUENCE 1131 	 1
AT 135.3 mW/cm2 AMO ILLUMINATION, 28 °C	 j

(GaAs SOLAR CELL)

15

7
r

•	 t



A,

2

2

N
u 1
E

uh
u 1

3
d
^ 1

^ 1

1

0	 1013	 1014	 1015	 1018

1 MeV ELECTRON FLUENCE, g/cm2

FIGURE 13, MAXIMUM POWER DENSITY VS 1 MeV ELECTRON FLUENCE (12)

AT 135.3 mW /CM 2 AMO ILLUMINATION, 280C
(SI SOLAR CELL)

22

20

E
g' 1a
E

GE
3 18

IL

14

x
12

10

a
16

1 MeV ELECTRON FLUENCE, s/cm2

FIGURE 14, MAXIMUM POWER DENSITY VS 1 MeV ELECTRON FLUENCE+131
AT 135.3 mW/Cm2 AMO ILLUMINATION, 28°C

(GaAs SOLAR CELL)

16

2
{ 1

.1H
1

k i
0

+ 1 ik;
i

k

f '	

1
!...._.

,

41

U.

_ . j ... k
{

{

2	 :i.

i. + ', ^1
l

^^ a	 f

I.. I 'j Hs i

^	
1	

;^E

J.

^
rr

+

s

{+

i

s
`.i

f.

N'^J'-II

- ,

s iii' 1 ! L. i,

^.'.

i s ii s i Ui'
...

cs

10 13	1014 1015	 10

40

F

a

1

r

t



I

17

PANEL TEMPERATURE EFFECTS

The San Marco D/L solar array panels may be exposed to an operating temperature as high as

45 °C, In order that the solar array not experience a substantial loss in output, the highest possible

operating voltage (21,8V) must remain below the peak power voltage when the panel reaches its

highest temperature. The solar cell panel performance parameters at an arbitrary temperature are

extrapolated from the performance parameters at 28 0C using temperature coefficients. The resulting

AMO performance parameters as a function of temperature are given in Table 8 for the Si and GaAs;

panels. The output currents for the Si and GaAs panels as a function of temperature are displayed in

Figures 15 and 16, respectively, The I-V data for these estimates were generated by substituting the

temperature dependent I-V parameters into the curve fitting function given in the previous section.

a
/

Table 8,
Performance Parameters Versus Temperature at AMO Solar Illumination

Temperature
Dependent Si GaAs

IN Parameters Panel Panel

Ise (T) Ise (28-C) + 4.36E-5A/'C (T-28 °C) Isc (28"C) + 6,20E-5A/'C (T-28 °C)
VOC (T) Von (28 °C) - . I206V/ °C (T-28 °C) VOC (28 0C) - .0577V/ °C ('T-28 °C)

PMAx (T) PMAx (28'C) - 9.97E-3W/"C (T-28 °C) PMAX (28 °C) - 4,03E-3W/ °C (T-28 °C)

i
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SEASONAL AND ACCUMULATIVE DEGRADATION EFFECTS

The output current of the solar cell panels in flight will vary from the AMO output because

•	 the solar intensity incident upon San Marco D/L, as well as other earth orbiting spacecrafts, will

vary seasonally with the sun-earth distance. The intensity will change from 130.9mW/cm 2 at summer

solstice to 139,9mW/cm 2 at winter solstice which causes the solar array output at summer solstice to

be approximately 3.4% below the array output at AMO illumination(14),

Ultraviolet radiation from the sun will reduce the transmissivity of solar cell coverglasses and

coverglass adhesive, therefore, degrading the solar array output. However, this degradation is minor

because solar cell coverglasses have thin film optical coatings that reflect ultraviolet radiation. The

type of UV filter for the San Marco D/L solar cells (Si and GaAs) has a cut-on (50% rejection)

wavelength of ,35 micrometers. According to qualification tests( 7) performed on this cell/cover

assembly type, the power loss due to the residual UV transmission after 2330 sun hours will be

1.8%. The net array current loss due to UV irradiation over the life of San Marco D/L should

converge to approximately 2,0%.

Thermal vacuum cycling of a solar array panel results in a degradation of electrical perform-
s

ance because of an increase in the electrical resistance of solar cells and cell interconnects with

material fatigue. This degradation depends on the number of cycles and the temperature extremes( 1'+).

The San Marco D/L solar , cell panels are exposed to a relatively benign thermal environment; thus,

the degradation factor associated with temperature cycling is not expected to exceed l %,

WINDOW TRANSMISSION AND SHADOWING EFFECTS

The windows, which allow the sun to illuminate the solar array panels, are covered with mica

sheets ( . 05 to .08 mm thick). A cover is required because of the aerodynamic design limitations

previously discussed. The ruby mica sheets are more desirable than other materials because of trade-

off considerations between the mechanical, thermal and optical properties of the materials('t).

Nevertheless, the presence of the mica covers results in transmission losses that reduces the available

0

t
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solar array current, The transmissivity of the ruby mica sheets is a function of the wavelength of

incident light (Figure 17). When this transmissivity curve is averaged over a typical solar cell's
2

response to the AMO solar spectrum, the resulting transmissivity is 0,86. It has been previously

shown(a) that the transmissivity of the ruby mica sheets can be considered independent of the

charged-particle and UV radiation environments for a low equatorial orbit and a lifetime of l year.

However, the transmissivity of the mica sheets will decrease with increasing sun angle, as shown in

Figure 18, In order to simplify analysis that will be performed in the next section, the mica

transmissivity should be expressed in terms of direction cosine. Polynomial _ regression analysis (a	 i

least squares method) has been used to define a functional relationship between the riiica

transmissivity and the cosine of the angle of incidence.

Because of the gap between the outer shell of the spacecraft and the solar array panels, the
s

window frames will shadow the solar cell panel, The spacecraft outer shell (at the top, bottom and

sides of the window) can shadow the panel; thus, there is a maximum view angle of the sun with

respect to the equator and the meridian plane. The maximum view angles, beyond which a panel

loses all power due to window frame shadows are;

^Mux = ±50° and Q,inux = ±290

where, ty and P are defined in Figure 191 asMAX has been determined taking into account the

contribution of 3 parameters; ( 1) the maximum sun'declination with respect to the earth ' s equatorial

plane, (2) the inclination of the spacecraft ' s orbital plane, and (3) the tolerance on the spin axis

direction,

20
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SPIN-AVERAGED ARRAY PERFORMANCE

The normal incidence A.MO performance of the Si and GaAs panels, the various solar array

power loss factors, and the sun angle dependent parameters have been previously defined, The actual

inflight solar array power profile can now be computed, The net solar array output is the sum of thet

outputs of the individual panels for the given spacecraft orientation with respect to the sun,
28

PArruy(ax ' 	 F Pifpe,)
i; I

where as is the angle between the sunline and the spacecraft's equatorial plane and $ is the
,

spacecraft's spin angle_., The output of an individual panel is the product of; (l) the output of the

panel when the sun is at normal incidence (including all sun angle independent power loss factors);

(2) the direction cosine between the sun line and the panel's normal; and (3) the mica window

transmission as a function of the direction cosine between the sunline and the panel's normal,

P#q, 0) = P„9f Direction Cosittel 9 [Tn (Dirce.'t'on Cosinol

Since TR (as a function of direction cosine) and PO are known, the problem is reduced to calculating ,r
the direction cosine between the sun line and the normal to each individual panel.

The direction cosine between the sun and the spacecraft solar :array panels can be easily

calculated using rotation matrices( ts) . As applied cf^ the San Marco D/I. solar array, the unit vector

in the direction of the panel's normal interms of 4 '411it vector in the directions of the sun (+X diree-

tion) is;	 lr
Xe 	cos 0 (, — s11100 	0	 cos p()	 0 sin 9" 	1

Y,,	 sin 0" 	cos 0,) 0	 0	 1	 0	 0

Zd 	0	 0	 1	 S111 9 ()	 0	 cos 0„	 0

00 is the angle between the spacecraft's x axis and the projection of the panel's normal in the

spacecraft's equatorial plane, as defined for each panel in Figure 2. 130 is the angle between the

spacecraft's equatorial plane and the panel's normal (+9* and —9' for panels in the lower and

upper loops, respectively). The unit vector in the direction of the panel's normal for an arbitrary

spacecraft orientation with respect to the sun is,

23
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0)

0

r

X(pg. 0)	 cos (0 + o„) —sin .(0 + 0o ) 0	 Cos Ws + 90 ) 0 sin ({3s + 00 )	 !

Y(p s , ¢)	 sin (gyp + 0,) cos (0 + Ap o ) 0	 0	 !	 0	 0

Z^Ps, 0)	 0	 0	 I	 —sin(as +go ) 0 Cos ((3s +go 	0

0 is the spacecraft's spin angle. as is the angle between the sun line and the spacecraft's equatorial

plane. The direction cosine is the dot product of the unit vector along the sun line with the unit
,t

s vector in the direction of the panel's normal.

qk X(PS + ^ )

/E 	 Direction Cosine	 (1 0 0)•	 YA, 0)

Z(Qs , 0)

Cos (ps + go ) Cos (0 + 0 U J

Several conditions are imposed on the above calculation of the direction cosine, As discussed in

the previous section, if cos ((0 + 4)0) <Cos (50 0) then the direction cosine is set equal to zero,

Also, if the calculation results in a negative direction cosine (such as when the rear of the panel is
i

facing the sun) tho direction cosine is set equal to zero, With the above constraints, the net solar 	 E

array output for a given spacecraft orientation is calculated from the following expression,

P (a , ) = Pol F	 XI (0s • 0) Tit (X I (as . 0))
Array	 I • I to 28

--Ps i 	XI (Qs^ O)T It ( X I (P s . 0))	 i
1 3 and 24

	

+P(;jAsE X 1 A. 0) Tit (X i (Ps_ 0))	 I
I . 3 and 24

Where the above is written in a form which is convenient for evaluating the contrihutiotl of the 2

GaAs panels to the total array output. Two computations have been performed and shown in Figure

20; (a) assuming all the panels are Si (the first term only) and (b) the real case, 2 Si panels are
l

replaced by GaAs panels,	 )
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SHADOWING BY MOMENT OF INERTIA BOOMS

As shown in Figure 21, 4 booms are mounted along the equator of San Marco D/L for inertial

balance. At certain sun angles the booms will shadow the solar array panels, therefore, reducing the

spin-averaged array output. The losses in available power due to shadowing of the solar array by the

moment of inertia (MOI) booms have been quantified by using computer graphic techniques to

model all possible orientations of the spacecraft as viewed by the sun( 15), The identical procedure

used in the previous section to orientate unit vectors is used here to orientate all the coordinate

points, lines, and surfaces that are required to sketch the solar array panels and MOI booms. Once

the points have been rotated to the given sun angle (ps) and spin angle ((P), the solar array panels

and booms are drawn by a programmable x-y plotter.

Shadows across the solar array panels may be observed for any given Ps and (0, The panel

output at that orientation is reduced by a factor equal to the fraction of cell area shadowed on the

worst case shadowed series cell. As an example, if half the area on all 56 series Si cells cif a panel

were shadowed, the output of the panel is reduced by I half : however, if I Si cell is completely

shadowed and the remaining 55 series Si cells are not shadowed, the output of a panel is reduced to

zero. The output of a panel is reduced over its shadowed range of (P by truncating the direction

cosine calculated in the previous section.

When the sun line is in the spacecraft equatorial (x-y) plane and normal to the equator of the

spacecraft, no solar array panel is shadowed by the booms. As shown in Figure 22, the shadow is

always between the upper and lower loops of solar array panels. TherAfore, the solar array output is

not reduced from that shown in Figure 20. For a sun angle of Rs = t 10°, shadowing of certain

solar array panels will occur as the spacecraft spins (Figure 23), The resulting decrease in the spin-

averaged solar array output due to shadow..:;;; by the booms is approximately 7 percent (Figure 24).

'The bottom and top profiles are the respective solar array outputs with and without the booms.
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The shadowing analysis was performed for various sun angles. It was found that the solar array

power losses due to shadowing by the booms will increase from 0% for Rs	 0° to a worst case of

7% for as t l0°, Then the losses will decrease for larger sun angles. At the sun angle limit

Ps = f29% the shadowing losses will be approximately 4 percent.

SUMMARY

The San Marco D/L solar array system is non-conventional and quite unique due to constraints

imposed on the dimensions and location of the solar cell panels, In order to satisfy the drag balance

requirements, the solar array panels are placed inside the spacecraft behind mica windows. The per-

formance of this solar array system has been evaluated, The San Marco D/L solar array system will

provide less than 12 watts available spin-averaged power at the best case sun angle; and at least 30%

more illumination losses are experienced than with conventional spacecraft solar array system

designs, The spacecraft power demand is such that the on-board experiments must be duty cycled in

order to balance the power budget.

The San Marco D/L will be one of the first spacecraft to use GaAs solar cell panels as essen-

tial elements in the solar array system, Therefore, the flight experiment comparing the in-Flight per-

formance of I GaAs panel and l Si panel represents a valuable source of information for the space

photovoltaic community. The preflight performance of the 2 panels have been compared; at 28'C

and AMO solar illumination, the peak power output of the Si panel is approximately 20% less than

the peak power output of the GaAs panel. The spacecraft telemetry system will provide the operating

temperature, operating voltage and output current of both panels during flight.
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