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ABSTRACT 

The room temperature and elevated temperature tensile strengths of 

co~nerc1ally available chemically vapor-deposited (CVD) silicon carbide fibers 

were measured after 15 min heat treatment to 1600 °C in various environments. 

These environments included oxygen, air, argon and nitrogen at one atmosphere 
-9 and vacuum at 10 atmosphere. Two types of fibers were examined which 

differed in the SiC content of their carbon-rich coatings. Threshold 

temperature for fiber strength degradation was observed to be dependent on the 

as-received fiber-flaw structure. on the environment and on the coating . 

Fractographic analyses and flexural strength measurements indicate that tensile 

strength losses were caused by surface degradation. Oxidation of the surface 

coating is suggested as one possible degradation mechanism. In general. the 

SiC fibers containing the higher percentage of SiC near the surface of the 

carbon rich coating showed better strength retention and higher elevated 

temperature strength. 

*Material previously presented at the 8th Annual Conference on Composites 
and Advanced Ceramic Materials sponsored by the American Ceramic Society. 
Cocoa Beach, Florida, January 15-20, 1984. 



1. INTRODUCTION 

High modulus, high strength chemically vapor deposited (CVD) SiC fibers 

are a potential reinforcement candidate for ceramic matrix composites (CHC) 

with envisioned service at elevated temperatures. However. the high 

temperature fabrication and use of such composites may expose these fibers to 

reactive gaseous environments which can subsequently lead to degradation in 

their strength properties. This study was performed to evaluate these effects 

for commercially available CVD SiC fibers. The fibers were heated in oxygen, 

air, nitrogen, argon, and vacuum environments for 15 min at temperatures to 

1600 °C and then tensile tested at temperature or at room temperature. Any 

surface degradation occurring after thermal exposure was observed by optical 

and scanning electron microscopy. Whenever possible, the fiber fracture 

surfaces were studied to determine the fracture origin. In some cases, 

flexural strength tests were also performed to aid in establishing surface 

degradation of the fibers. 

2. EXPERIMENTAL 

2.1 Specimens 

The SiC fibers used in this study were obtained from AVCO Specialty 

Materials Division. The fibers were produced by chemical vapor deposition 

(CVD) from methyltrichlorosilane onto a 37 pm (1.3 mil) heated carbon 

monofilament which was pulled continuously through the deposition reactor 

(Ref. 1). Different coatings were deposited onto the SiC fiber by introducing 

hydrocarbon gases or a mixture of hydrocarbon gas and silane vapor near the 

exit port of the reactor. A schematic of the fiber cross-section is shown in 

Fig. l(a). The fiber consists of a SiC sheath with an outer diameter of 

142 pm surrounding a pyrolyt1c graphite coated carbon core with an outer 

diameter of 37 pm. The SiC sheath is entirely comprised of columnar 6-SiC 
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gra1ns grow1ng 1n a rad1a1 d1rect10n w1th <111> preferred or1entat10n (Ref. 1). 

The gra1n s1ze var1es cons1derably w1th1n the sheath and ranges from 40 to 

100 ~m (Ref. 1). 

In th1s study. S1C f1bers w1th two types of coat1ngs were 1nvest1gated. 

The f1rst type of coat1ng was developed 1n early 1910 by AVCO and conta1ned a 

carbon-r1ch coat1ng wh1ch served to blunt the effect of 1ntr1ns1c surface flaws 

and also to 1mprove the abrasion resistance of the f1bers. The carbon coating 

1s graded 1n compos1t10n from pure carbon at the outs1de surface to nearly 

st01ch10metric SiC at a depth of -1 ~m (Ref. 1). A typ1cal representat10n of 

the variation of the s1licon/carbon rat10 1n the carbon-r1ch coat1ng 1s shown 

1n F1g. l(b). 

The second type of coating on the S1C f1ber, wh1ch was developed by AVCO 

for ",etal matr1x compos1tes, conta1ned an overlayer w1th h1gh s1l1con/carbon 

ratio on top of an amorphous carbon layer (as shown 1n F1g. l(c». The total 

th1ckness of the coat1ng 1s -2 ~m. Th1s type, referred to henceforth as SCS-6, 

1mproved bond1ng and wettab1l1ty of the f1ber and reduced react1v1ty of the 

fiber in many metal11c matr1ces. Recently Wawner et al. (Ref. 1), us1ng 

transm1ss1on electron m1croscopy, have 1dent1f1ed three d1stinct layers in the 

coat~ng. The outermost layer consists of a m1xture of amorphous carbon and 

randomly or1ented S1C grains. The second layer beneath the outermost is 

essentially an amorphous carbon. The th1rd and 1nnermost layer 1s made up of 

a mixture of a and B SiC. 

In this study, spec1mens from three spools of si11con carbide f1bers were 

used.. Two spools, A and B, contained SiC fibers with only the carbon coating 

(cf. F1g. l(b». F1bers from these spools d1ffered markedly 1n as-received 

tens'ile strength; averag1ng 5.4 GPa for spool A and 3.2 GPa for spool B. The 

other spool contained SCS-6 fibers with an average room temperature strength in 

the as-received cond1t1on of 4.3 GPa. 
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2.2 High Temperature Test Apparatus 

The apparatus used to heat and tens1l.e t~~t the f1bers at h1gh temperature 

1n a gaseous env1ronment 1s shown schemat1cally 1n F1g. 2. It 1s sim1lar to 

that employed by other 1nvest1gators (Refs. 2 to 5) for h1gh temperature 

tens11e strength and for creep deformat10n stud1es. The apparatus consists 

essent1ally of a 95 mm long, 25 mm o.d. pyrex tube w1th sta1nless steel end 

caps. The caps contained entry and ex1t ports for the env1ronmental gases, 

and mercury reserv01rs to prov1de electrical contact to the f1ber which was 

res1stance heated to temperature by a dc power supply. The f1ber temperature 

was measured w1th an opt1cal pyrometer w1th an accuracy of ±10 °c. The 

recorded temperatures were corrected for the glass absorbt10n and for the 

em1ss1v1ty of the f1ber surfaces (Ref. 5). 

For thermal exposure stud1es, a 230 mm length of f1ber was 1nserted 1n the 

env1ronmental chamber and secured at the top w1th a clamp. The lower end of 

the f1ber wh1ch extended from the lower cap was prov1ded w1th a small we1ght 

to prevent any bow1ng of the f1ber 1ns1de the reactor dur1ng heat1ng. 

Env1ronmental gases were flowed cont1nuously at one atmosphere through the 

chamber at 500 (e/m1n before, dur1ng, and after heat1ng. Env1ronmental gases 

used were of commerc1al pur1ty, and the estimated oxygen content of the flow1ng 

argon and n1trogen gases was lOa ppm. The f1ber was resistance heated for 

15 m1n at temperature. In all cases, only 50 mm of the f1ber length was 1n 

the hot zone. 

After removal from the chamber, the f1bers were prepared for room 

temperature tens1le test1ng by form1ng alum1num fo1l clamps at each end of the 

f1ber, leav1ng the 50 mm heated zone as the gauge length. The alum1num fo11s 

were then 1nserted 1n pneumat1c gr1ps and the f1ber spec1mens were pulled to 
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failure using an Instron at a constant cross head speed of 1.3 mm/min. For 

each thermal treatment, the tensile strengths of 10 to 20 specimens were 

measured. 

For elevated temperature strength measurements, the environmental chamber 

was mounted between the top and the bottom grips of the Instron machine. The 

fiber ends were again clamped between aluminum foils as before. The lower 

foil clamp was not inserted in the pneumatic grip until the fiber reached the 

test temperature. The mercury seals provided negligible restraint to the 

deformation of the fiber during testing. For these tests, the total length of 

the fiber used was 360 mm but only 50 mm length was heated. The fiber was 

pulled to failure at a cross head speed of 1.3 mm/min. 

Elevated temperature strength measurements and heat treatments in vacuum 

were performed in an Instron machine fitted with a BrewR vacuum chamber 

containing a 100 mm long tungsten mesh heating element. The top and bottom 

grips present within the environmental chamber were water cooled. As in the 

other method of testing, aluminum foils were clamped at each end of the fiber. 

The fibers were heated for 15 min at temperature and were pulled to failure at 

a constant cross head speed of 1.3 mm/min. and the load to failure was recorded. 

For these elevated temperature tests, the total length of the fiber used was 

360 mm, but only 50 mm was in the constant temperature heated lone. The vacuum 

-9 in the furnace was mainta1ned at about 10 atm. The temperature of the 

fiber was determined from a thermocouple placed close to the fiber. For room 

temperature tests, a 130 mm length of fiber was cut from the central section of 

the fibers heated in vacuum. The fiber was then tensile tested as described 

above. 

Flexural strength measurements were performed by bending fibers around a 

cone-shaped brass mandrel. From base to apex, the cone diameter 0 decreased 

in discrete steps of 6(0) = 0.76 mm. Starting at the largest diameter step, 
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each f1ber was bent un1formly around the cone to a sem1c1rcle of length .0. 

If fracture d1d not occur. the f1ber was raised to the next smaller d1ameter 

step and the bend1ng process repeated until fracture occurred. The flexural 
C1 strength, F, was calculated from the equation, 

where E is the f1ber modulus, d 1s the fiber d1ameter, and 0 1s the 

smallest cone diameter at which the f1ber fractured. For measurement of 

flexural strength. the values of E = 425 GPa and d = 0.142 mm were used. 

3.0. RESULTS 

3.1. Strength After Thermal Exposure 

3.1.1. SiC (C-coated) f1bers. - As previously mentioned. the room 

temperature average tensile strengths of untreated spool A and spool B fibers 

were markedly different. Because the production years for each spool were 

different. this strength difference is attributed to changes in the 

manufacturing procedure. Furthermore, these fibers also showed s1gn1f1cant 

d1fferences in the1r surface m1crostructures. A representative photomicrograph 

of the fiber surfaces, shown in Fig. 3, reveals finer grains and a smoother 

surface in the high strength spool A fibers, and a larger corn cob structure 

and coarser surface in the low strength spool B f1bers. Due to the explosive 

nature of fiber fracture at these high strength levels, original fracture 

surfaces could not be retained for analysis of the strength-controlling flaws 

in the as-rece1ved fibers. 

The room temperature tensile strengths of spool A and spool B fibers after 

heat treatment 1n a one atmosphere oxygen environment for 15 min at temperatures 

to 1600 °C are shown in F1g. 4. In th1s figure as well as following f1gures, 

the data points and error bars show the average and standard deviation, 

respectively. Also shown 1n the figure are the room temperature average 



tensile strengths for as-received fibers against which the thermal exposure 

data can be compared to determine any strength loss. Figure 4 indicates that 

up to 600°C, spool A fibers showed no significant loss in strength. As the 

temperature of exposure increased, however. strength decreased rapidly but then 

reached an approximately constant value of 3.0 GPa from 1000 to 1200 °e. On 

the other hand, spool B fibers heated to 1200 °e showed no significant loss in 

strength from the as-received strength value of 3.2 GPa. Above 1200 °e, the 

strength of both spools A and B decreased continuously and in a similar manner 

with increasing temperature. 

The room temperature tensile strengths for spools A and B after heat 

treatment in argon, nitrogen, and vacuum environments for 15 min at 

temperatures up to 1600 °e are shown in Fig. 5. Also shown for comparison 

purposes are the room temperature strength data of Ahmed et a1. (Ref. 3) at 

50 mm gauge length for similar carbon-coated SiC fibers heated in a helium 

environment for 5 min. from Fig. 5, it can be seen that spool A fibers heated 

to 800°C showed no appreciable loss ;n strength from the as-received state. 

This is an improvement of nearly 200°C when compared with the strength data of 

the same fiber heated in oxygen (Fig. 4). Above 800°C, however, a continuous 

loss in fiber strength was observed with increasing temperature independent of 

the environment. In contrast, spool B fibers heated to 1000 °C showed minimal 

strength loss from their as-received state. However, at temperatures above 

1000 °e, a loss in strength similar to spool A was observed. For both spools, 

at temperatures above 1400 °e, fibers heated in vacuum showed slightly less 

strength degradation than those heated in argon or in nitrogen environments. 

The strength data of Ahmed et a1. (Ref. 3) on fibers heated in a helium 

environment agreed Qualitatively with the argon/nitrogen strength data of spool 

B up to 1000 °e and with spools A and B up to 1400 °C. However, above 1400 °C, 
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whereas spool A and B fibers continued to lose strength, the fiber strength 

measured by Ahmed et al. (Ref. 3) reached a constant value near 1.4 GPa. 

The tensile strength behavior of spool A and spool B fibers could be 

influenced by several possible factors including size of as-produced flaws. 

reaction between SiC sheath and carbon core, intrinsic weakening of SiC 

sheath. and surface degradation which can be either thermally or 

environmentally induced. By identifying the location of the microstructural 

flaws which caused fracture, one should be able to distinguish whether strength 

loss is brought about by surface degradation or by other internal effects. 

For fibers treated to 1200 °C, direct observation of strength-controlling 

flaws was lacking because of the explosive nature of fiber fracture. 

Nevertheless, some insight on flaw 10cat10n was obtained from the results of 

flexural strength tests which were primarily sensitive to surface flaws. The 

flexural strengths of spool A and spool B fibers heated in oxygen to 1200 °C 

are shown in Fig. 6. For comparison purposes, the figure also includes the 

flexural strengths of as-received, untreated fibers. The large difference in 

the flexural strength of spool A and spool B fibers in the as-received 

condition can be attributed to differences 1n their surface microstructure 

(Fig. 3). That is, past studies (Refs. 6 and 7) have clearly demonstrated that 

the flexural strength of fiber can be modified by smoothing the fiber surface. 

It is therefore suggested that the high flexural strength of spool A is 

associated with smaller surface flaws and smoother surface; whereas the 

comparatively lower flexural strength of spool B is due to larger surface 

flaws and coarser surface. As the fibers were heated in oxygen. above 500°C 

their flexural strength decreased continuously at least up to 1000 °C. Then 

between 1000 to 1200 °C, no further loss in flexural strength was observed. 

Because surface or subsurface flaws primarily control flexural strength, the 

loss in flexural strength to 1000 °C was probably caused by surface degradation. 
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The fibers heated in oxygen above 800°C were observed to have an outer 

silica layer. To determine if the s1l1ca layer influenced the strength 

results, fibers 1n the as-received condit10n and f1bers heated 1n oxygen 

between 800 to 1200 °C for 15 min were etched 1n 40 percent Hf + 40 percent 

HN03 + 20 percent H20 solut10n for 2 hr 1n order to remove surface silica. The 

flexural strength data of etched and unetched fibers shown 1n Table I 1nd1cate 

a loss of ~1.75 GPa 1n the flexural strength of etched fibers when compared 

with similar f1bers in an unetched condition. For as-received fibers, however, 

acid treatment did not cause any appreciable loss in the1r flexural strength. 

Thus the Fig. 6 data above 800°C appear to be influenced in a beneficial 

manne'r by the surface s1lica. 

Flexural strengths of spool A and spool B f1bers heated in a vacuum 

env1ronment to 1600 °C are shown 1n F1g. 7. The spool A f1bers heated to 

800°C showed relat1ve1y no loss in flexural strength from the as-received 

condition. W1th 1ncreas1ng temperature of exposure, however, strength 

decreased continuously. Whereas in spool B, fiber strength loss was observed 

only after 1000 °C. Moreover, both fibers heated beyond 1000 °C showed s1m1lar 

strength values. Aga1n, loss 1n the flexural strength indicates surface 

degradat10n. Thus measurements of flexural strength have shown that surface 

degradat10n occurs in carbon coated SiC fibers heated either in oxygen or in a 

vacuum environment. As will be discussed, the major mechan1sm for both effects 

1s probably related to a degradat10n of the surface flaw-hea11ng capab1l1ty of 

the carbon coating. 

Further 1ns1ght 1nto the strength degradation of spool A and spool B 

f1bers heated in d1fferent environments up to 1000 °C comes from comparison of 

the tensile and the flexural strength results shown earlier 1n Figs. 4 to 7. 

It 1s obvious from th1s comparison that while the tensile strengths of spool A 

and spool B fibers heated in oxygen to 600°C showed no significant loss from 
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their respective strengths in the as-produced condition, their flexural 

strengths decreased continuously. Th1s indicates that surface flaws were 

formed but they were not large enough to control the tensile strength. 

Obviously. as-produced internal flaws which were much larger than the s1ze of 

the surface flaws were controlling tensile strength at the lower temperature. 

The nature of these as-produced internal flaws is not certain. but they may be 

related to flaws at the core sheath interface. 

The similar loss in both tensile and flexural strength of spool A fibers 

heated between 600 to 1000 °C suggests that heat treatment-1nduced surface 

degradation was now controlling tensile behavior for these fibers. In 

contrast, spool B fibers heated in the same temperature range showed continuous 

loss in flexural strength while their tensile strength remained relatively 

unchanged. Here again, it can be concluded that spool B tensile strength is 

controlled by as-produced internal flaws and the flexural strength by 

treatment-induced surface flaws. At temperatures above 1200 °C, both spools 

heated in the same environment showed similar tensile and flexural strength 

behavior. Therefore, it would appear that in this region the same treatment

induced surface flaws were controlling the tensile strength loss behavior of 

both spool A and spool B fibers. 

Examination of fibers heated in different environments revealed increased 

surface roughening with increasing temperature. However, the surface 

roughening seen in different environments differed considerably. As previously 

mentioned, in an oxygen environment an oxide layer was found to grow on the 

surface of the fiber with increasing temperature of exposure. At high 

temperature, especially above 1400 °C, bubbles and pits were formed in the 

oxide film. These pits and surface flaws, shown in Fig. 8, were identified as 

a source of tensile fracture above 1400 °C. In this case, the fiber strengths 

were low enough for retention and analysis of original fracture surfaces. In 
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both argon and vacuum environments, gradual surface roughening was observed 

with increasing temperature of exposure. At temperatures above 1400 ~C, 

subsurface pits and gradual thinning of the fiber were also noticed for the 

argon case. Representative micrographs of the fiber surface after treatment 

1n argon at different temperatures are shown in Fig. 9. In most cases, 

exaln1nat1on of the primary fracture surfaces indicate surface flaw initiated 

failure. 

3.1.2. SCS-6 (S1C/C-coated) fibers. - The room temperature tensile 

strengths of SCS-6 fibers heated in an oxygen environment for 15 min at 

temperatures up to 1600 °C are shown in Fig. 10. Included in the figure are 

the room temperature tensile strengths of SCS-6 fibers in the as-received 

condit1on. Also shown is the best fit strength loss curve for spool A fibers. 

The spool A fibers were chosen for comparison with SCS-6 fibers because they 

showed similar surface structure. 

Accord1ng to F1g. 10, heating SCS-6 fibers in oxygen up to 800°C did not 

cause any significant strength loss from the as-received strength of 4.3 GPa. 

Above 800°C, continuous loss in strength was observed with increasing exposure 

temperature. Comparison of the strength data of SCS-6 and spool A fibers shows 

that initially up to 700°C the SCS-6 fibers are generally weaker than the 

spool A fibers. However above 800°C, the SCS-6 fibers are stronger, 

indicating a high temperature advantage for the S1C/C coating over the C 

coating in an oxygen environment. 

The strength results for SCS-6 fibers heated in argon, nitrogen and vacuum 

environments for 15 min at temperatures to 1600 °C are shown in Fig. 11. Aga1n 

for comparison purposes, the strength loss behavior of spool A f1bers heated in 

s1m1lar environments are also shown in the figure. It is evident that SCS-6 

f1bers heated in argon, nitrogen and vacuum environments at temperatures to 

1000 °C showed no significant loss from their as-received strength. Above 
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1000 °C, however. strength fell continuously with increas1ng temperature of 

exposure. At any temperature, fibers heated 1n argon showed s11ghtly greater 

strength degradation than those in vacuum. In comparison, spool A fibers 

heated 1n similar environments showed strength loss after 800 °C, nearly 200°C 

lower than the threshold temperature for strength degradation in SCS-6 fibers. 

Also, at all temperatures above 1000 °C, the spool A fibers showed lower 

strengths than the SCS-6 fibers even though they displayed higher strength at 

lower temperatures. Thus the h1gh temperature advantage of the S1C/C coating 

on base SiC fibers 1s seen compared to the C coating alone. 

Comparison of Figs. 10 and 11 shows that the strength loss behav10r of the 

two fiber types varied considerably with environment. For example. the SCS-6 

fibers heated in oxygen at temperatures exceed1ng 800 °C showed greater 

strength degradation than those heated in argon or in vacuum. In contrast, 

carbon coated SiC fibers heated in an oxygen env1ronment between 1000 to 

1600 °C showed better strength retention than those heated in argon or in 

vacuum. 

To determine the cause of strength degradation in SeS-6 fibers, 

microstructural and fractographic analysis were conducted whenever possible. 

Examination of the surface of the fibers heated in oxygen at temperatures in 

excess of 800°C showed silica, pits, and p1nhole porosity (Fig. 12). The 

number of pits seen on the fiber surface increased with increasing temperature 

of exposure. At very high temperatures (>1300 Oe), in addition to pits, 

bubbles were also seen on the fibers. In comparison, SCS-6 fibers heated in 

argon or 1n a vacuum environment showed only a few pits on the surface. In 

most cases, examination of the primary fracture surfaces of the broken fiber 

1ndicated that the surface flaws (pits, bubbles) are the source of fracture. 
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3.2. Elevated Temperature strength 

3.2.1. SiC (C-coated) fibers. - Elevated temperature tensile strengths of 

carbon coated SiC fibers (spool B) heated in oxygen and in vacuum for 15 min 

at tl!mperatures to 1600 °C are shown in Fig. 13. Also shown in the figure for 

comparison purposes are the strength data of Tressler (Ref. 8) measured at 

50 wn gauge length on similar fibers heated in air for 10 min and of Ahmed 

et ale (Ref. 2) measured at the same gauge length on fibers heated in helium 

for :2 min. The room temperature tensile strength data of spool B fibers after 

heat treatment in oxygen for 15 min are also shown as a reference against 

which the high temperature data can be compared. 

According to Fig. 13, the elevated temperature strength of spool B fibers 

heated in oxygen at 600°C was 0.8 GPa lower than the room temperature strength 

after treatment in oxygen at the same temperature. Between 600 to BOO °C, no 

significant change in elevated temperature strength was observed. Above 

800°C, however, strength decreased continuously with increasing temperature. 

At all test temperatures, the elevated temperature strengths of SiC fibers in 

an oxygen environment were generally lower than the room temperature strength 

of fibers heat treated in oxygen at the same temperature. Below 1000 °C, 

however, this may not be a valid conclusion. Because of the explosive nature 

of fiber fracture, some fibers in this temperature region may have fractured 

outside the 50 mm hot zone. In fact, the measurement of the room temperature 

tensile strength of untreated spool B fibers at 360 mm gauge length showed 

strength values of ~2.4 GPa which is similar to that obtained at 600°C. This 

suggests that the initial strength loss below 1000 °C was probably a gauge 

length effect rather than an environmental or intrinsic weakening of the 

fibers. Thus the solid line was drawn in Fig. 13 to account for this effect 

and to represent more accurately the elevated temperature strength at 50 mm 

gauge length. Fiber tested above 1100 °C invariably failed within the heated 
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region and primary fracture surfaces could be retained. In most cases, optical 

examination of the primary fracture surfaces indicated surface flaws as the 

source of high temperature tensile fracture. 

Figure 13 also indicates that at all test temperatures the elevated 

temperature tensile strengths of spool B fibers heated in a vacuum environment 

were similar to those treated in an oxygen environment and to the strength 

results of Ahmed et al. (Ref. 2) on fibers heated in helium. The strength 

results of Tressler (Ref. 8) on fibers heated in air were significantly higher 

than our strength results at least up to 800 °C. In general, no significant 

difference between the elevated temperature strengths of fibers heated in 

different environments was noticed. 

3.2.2. SCS-6 (SiC/C-coated) fibers. - The elevated temperature strengths 

of SCS-6 fibers in vacuum and in oxygen environments after 15 min at 

temperatures to 1600 °C are shown in Fig. 14. The solid line again estimates 

the gauge length effect at lower temperatures. The elevated temperature 

strength loss curve for spool B fibers and the room temperature strengths of 

SCS-6 fiber after oxygen treatment at the same temperatures are also included 

in the figure for comparison purposes. 

Figure 14 shows the elevated temperature strength of SCS-6 fibers 

decreased continuously with temperatures above 800 °C. Furthermore, no 

significant difference between strength loss behavior of SCS-6 fibers heated 

in vacuum and in oxygen was observed. At all test temperatures, SCS-6 fibers 

showed slightly better strength than carbon coated spool B fibers. Observa

tion of primary fracture surfaces above 1100 °C also indicates that SCS-6 

fiber fracture was surface initiated. 
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4.0. DISCUSSION 

4.1. SiC (C-coated) Fiber Strength Degradation After Thermal Exposure 

The SiC f1bers used in this study (both spool A and spool B) were provided 

with a carbon rich coating pr1mar1ly to blunt and seal off the surface flaws 

on the SiC base fiber and thereby increase the1r flexural and tensile strength. 

One probable and l1kely mechanism for the strength degradat10n is therefore 

remov,~l of carbon and exposure of surface flaws on the base fiber. This can be 

accomplished by the ox1dat10n of the surface coat1ngs wh1ch can occur 1n one 

atmosphere oxygen above 400°C (Ref. 9). The effect of carbon ox1dat10n 1s 

best seen in the flexural strength data shown 1n Figs. 6 and 7. The spool A 

fibers heated in oxygen even at 600°C, the lowest temperature heated, showed 

stren~~th degradation, whereas for those heated 1n vacuum or in an argon 

environment, the threshold temperature for fiber degradation was increased up 

to 1000 °C. 

Since the rate of removal of carbon and the exposure of surface flaws are 

close'ly related, the time and temperature required to expose flaws of the same 

s1ze or to reach the same strength level in fibers should be dependent on 

oxygen part1al pressure 1n the gas env1ronment. Thus env1ronments containing 

very 'low oxygen content should require longer exposure time or higher 

temperatures. Therefore, the greater threshold temperature for strength 

degradation for spool A fibers heated 1n a vacuum environment compared to 

those heated in an oxygen environment 1s attributed, in part, to a reduced 

ava1lab1l1ty of oxygen and to a lower ox1dat10n rate of the carbon coating. 

Thus up to 1000 °C, SiC flexural strength degradation (cf. Figs. 6 and 7) can 

be explained by the oxidation of free carbon present in the coating. The 

delay in degradation seen in argon, nitrogen, and vacuum is a result of the 

low oxygen pressure in these environments. Whether surface degradation will 

influence the fiber tensile strength (cf. Figs. 4 and 5) depends on the 
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relative flaw sizes of the treatment-induced surface and of the as-produced 

internal flaws. 

In addition to the carbon coating, the SiC base fiber can also be oxidized 

especially at temperatures above 800°C (Refs. 10 and 11). For high oxygen 

pressures, a solid film of S102 forms on the SiC surface which prevents easy 

access of oxygen to the substrate for further oxidation. The gaseous product 

of oxidation, CO, either escapes by diffusing through the oxide layer or 

accumulates to form bubbles at the S102/SiC interface. A parabolic time 

dependence of oxide thickness and weight gain is usually observed. This type 

of oxidation behavior is generally termed passive. 

This oxidation model could also be used to explain the strength behavior 

of SiC fiber exposed to various environments. Above 800°C in 1 atm oxygen, 

the free carbon is probably all removed leaving only the oxide layer which 

grows more rapidly with increasing temperature of exposure. From 900°C to 

1200 °C, the strength of the fibers seems to level off suggesting no new flaws 

are being created. One possible reason for strength stabilization is that the 

oxide film formed is sealing off the flaws. This model is supported by the 

chemical etching results. If it is assumed that the acid mixture used for 

etching did not cause any damage to the SiC substrate, then -1.8 GPa loss in 

flexural strength after acid treatment could be associated with the removal of 

the S102 layer and the exposure of low strength flaws. Thus a beneficial 

effect of the S102 layer is seen. 

further strength loss seen in fibers heated in oxygen above 1200 °C could 

be due to instability created in the S102 film by high internal pressure of CO 

gas at the S102/S1C interface. In addition, the trace impurities present in 

the fiber react with the oxide layer to form a low melting glass. When the gas 

pressure is sufficiently high, it may deform and eventually break open the 

oxide layer thus promoting oxidation of substrate. The observation of bubbles 
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and pits on the fiber surface is consistent with the stated mechanism (Fig. 8). 

However. it is not clear whether the bubbles are caused by the formation of CO 

gas from the oxidation of the SiC sheath or from the ox1dat10n of excess carbon 

in the sheath (Ref. 13). 

The strength degradation curves for S1C fibers heated 1n argon and vacuum 

-4 were s1mi1ar even though the argon and vacuum environments contained 10 and 

10-10 atm of trace oxygen, respect1ve1y. At these trace levels of oxygen, the 

carbon coating should be stable above 800°C. Extending the argument offered 

for the strength degradat10n of fibers heated 1n an oxygen environment to the 

f1bers heated in argon and 1n a vacuum environment, the initial strength 

degradation may be partly associated with the oxidation of carbon. However, 

the degradation curves above 800°C are similar even though the carbon removal 

rate should be significantly smaller in vacuum than in argon. This oxygen 

independent effect suggests that above 800 °C some other mechanism, such as SiC 

or carbon coating thermal instability, may be causing flaw formation on the 

fiber surface (Ref. 9). To what temperature and to what extent the oxidation 

of carbon or thermal instability effects w111 influence the strength of the 

fibers ;s not resolved. The greater strength degradation seen in fibers heated 

in argon and vacuum between 1100 to 1300 °C compared to those heated in oxygen 

possibly indicates that any Si02 layer formed is not effective in inhibiting 

the flaw formation on the fiber surface due to gaseous removal of material. 

At high temperatures and in environments conta1n1ng low partial pressure 

of oxygen such as argon, nitrogen or vacuum, SiC ox1dat1on generally results in 

S10 gas and CO gas, and any Si02 present on the surface will dissociate into 

SiO gas and oxygen. Here all reaction products being gases, a linear oxidation 

rate is observed which is generally also linearly dependent on oxygen pressure. 

This type of oxidation is referred to as active because of a weight loss 

associated with SiC removal (Ref. 11). Gulbransen et al. (Ref. 12) have 
17 



determined the values of 02 part1al pressure, P , below which active 
O2 

ox1dation occurs and above which passive oxidat10n occurs. These values of P 
O2 

are shown 1n f1gure 15 as a function of temperature. 

-4 

According to this figure. 

at the 10 oxygen pressure (Po) typically present 1n commercially ava1lable 
-10 2 

argon gas and at P = 10 ma1ntained 1n the vacuum env1ronment, active 
O2 

ox1dat10n of S1C may be seen at 1380 and 820°C, respect1vely. Indicat10n of 

d1ameter loss and severe pits on the surface of the f1bers heated 1n argon 

above 1300° suggests strength degradat10n 1s caused by this mechan1sm. 

4.2. SCS-6 F1ber strength Degradat10n After Thermal Exposure 

The mechan1sm of strength degradat10n of SCS-6 f1bers heated 1n var10us 

env1ronments and the s1gnificant difference between the strength loss behav10r 

of SCS-6 and carbon coated SiC f1bers can be explained by phenomena occurr1ng 

on the f1ber surface. The SCS-6 f1bers are prov1ded w1th a coating of S1C on 

the top of the carbon coat1ng whereas the other type of f1ber contains only a 

carbon coating. The compos1t10n and th1ckness of the coating on these f1bers 

were d1scussed previously. If we cons1der only the concentration of free 

carbon present in the surface coat1ng of SCS-6 f1bers, it 1ncreases as we move 

1nward from the surface, reaches a maximum value near the m1ddle reg10n and 

decreases 1n the 1nnermost layer. In the presence of oxygen, therefore, 

1n1t1a1 oxidation of free carbon and SiC 1s most 11ke1y. The so11d ox1dat1on 

product. S102, would then cover the m1ddle and 1nnermost coating layers. As 

the oxygen d1ffuses through the S102, the gaseous products, CO(g) or CO2(g), 

e1ther accumulate at the S102S1C 1nterface or escapes through the ox1de layer. 

The 1ncreas1ng tendency for pit and pinhole format10n and the greater strength 

degradat10n 1n fibers heated above 800°C 1n an oxygen env1ronment compared to 

those heated 1n vacuum or 1n argon env1ronments 1nd1cate that gas pockets 

eventually escape through the S102 thereby exposing the 1nner coat1ng layers 

and the S1C f1ber surface to local oxygen attack. The rate of ox1dat1on being 
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dependent on the ava11ab111ty of oxygen 1n the env1ronment, different strength 

levels were observed in fibers exposed to environments containing different 

amounts of oxygen. 

In carbon coated S1C fibers, as the ox1dat1on of the coating proceeds 

inwards, less and less amounts of gaseous products are formed due to the 

decreas1ng concentrat10n of free carbon and the increasing the amount of S102 
be1ng formed on the surface. This process favors a cont1nuous f11m of S102 
wh1ch delays the d1ffus1on of oxygen to the S1C substrate as well as heals the 

flaws formed due to the ox1dat1on of carbon. It 1s for th1s latter reason that 

carbon coated S1C f1bers heated in oxygen are stronger than those heated 1n 

argon or 1n vacuum. Whereas 1n SCS-6 f1bers because of the presence of a free 

carbon layer beneath the outer S102 layer as ox1dat10n proceeds, greater 

amounts of gaseous products are produced wh1ch eventually breaks open the 

S102 layer. Th1s causes holes 1n the coating wh1ch are perhaps too large to 

be sealed by further ox1dat10n. The SCS-6 f1bers heated 1n oxygen are then 

weaker than those heated in argon or vacuum .. 

4.3. Tensile strength at Elevated Temperatures 

The understand1ng of the mechanism of elevated temperature strength 

degradat10n w1th increasing test temperature 1s comp11cated by several changes 

wh1ch can occur in the f1ber at the test temperature. These 1nclude: (1) 

relief of res1dual stresses related to thermal expans10n m1smatches, (2) 

stress 1nduced surface coat1ng cracking and 1ncreased oxidation, and (3) time 

dependent deformat1on or creep. A recent creep deformation study (Ref. 5) has 

1nd1cated s1gn1f1cant 1nelastic deformat1on 1n these f1bers when stressed at 

temperatures 1n excess of 1000 °C. It appears, therefore, that 1n add1t1on to 

surface degradat10n 1ntr1ns1c weaken1ng of the f1ber may also be occurr1ng 

concurrently dur1ng high temperature test1ng. However. further study 1s 
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requ1red to understand the influence of var10us factors on elevated temperature 

strengths of S1C f1bers. 

5.0. CONCLUSIONS 

The comb1ned effects of thermal and environmental exposure on the room 

temperature tensile and flexural strengths and the elevated temperature tensile 

strengths of carbon coated and SiC/C coated S1C fibers have been evaluated. 

The 1mportant findings are as follows: 

1. Both carbon coated and S1C/C coated SiC fibers (SCS-6) heated above a 

certa'n threshold temperature 1n argon, nitrogen, oxygen or vacuum environment 

and then tensile tested at room temperature showed strength loss from their 

strength in the as-received condition. The threshold temperature for strength 

degradation depended on the relative sizes of the as-produced internal flaws 

and the treatment-induced surface flaws, the environment, and the surface 

coating structure. flexural strength measurements and fractographic analyses 

showed that strength loss ;s caused primarily by surface degradation. 

2. One possible mechanism for surface degradation is the oxidation of the 

surface coating. For example, the strength degradation occurring 1n oxygen 

below 1000 °C was probably caused by oxidation of the carbon coating for the 

SiC f1bers. This effect was absent in the SCS-6 fibers at least for a 15-min 

treatment. Above 1000 °C, the strength loss mechanism ;s still uncerta1n. 

Apparently the fiber surface is degrading for both coating types as evidenced 

by the formation of pits which eventually control ftber strength. 

3. Both types of fibers heated at elevated temperatures in various 

environments and then tensile tested at temperature showed s1gnificant loss in 

strength from their strengths in the as-received or heat treated condition. No 

significant effect of environment on elevated temperature tensile strength was 

noticed. The mechanism of strength degradation ;s not clear at present, 

however, creep deformation is probably one important factor. 
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4. In general, C-coated SiC fibers heated above 800 °c in various 

environments and then tensile tested at temperature or at room temperature 

showed greater strength degradation than SiC/C coated SiC fibers tested under 

s1m11ar conditions. 

5. An important point to note is that strength loss increased with 

increasing exposure temperature. 
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TABLE I. - FLEXURAL SlRENG1H OF SiC FIBERS (SPOOL B) 

Cond it i on of the Fibers Flexural Strength GN/m2 

Before etching After etching 

As received 5.86 ± 0.62a 5.98 ± 0.70 

Heated b in O2 at 800°C 4.05 ± 0.29 2.14 ± 0.12 

Heated b in °2 at 1000 °C 3.32 ± 0.27 2.25 ± 0.10 

Heated b in °2 at 1200 °C 3.60 'i 0.24 1.82 ± 0.06 

astandard deviation for 20 individual SiC fibers. 
bFibers heated for 15 min. 
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(a) 

Figure 3. - Photomicrographs showing surface microstructure on untreated, as-received carbon coated 
SiC fibers. (a) Spool A; (b) Spool B. 
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Figure 4. - Tensi Ie strength of carbon coated SiC 
fibers after 15-min exposure to oxygen at indicated 
temperatures. 
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Figure 7. - Flexural strength of carbon coated SiC fibers 
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Figure 8. (a) Photomicrograph of carbon coated SiC fiber heated at 1600 °c in air for 15 minutes showing 
bubbles and pits on the surface. (b) SEM photgraph of a typical tensile fracture surface showing source 
of fractu reo 



Figure 9. - SEM photographs of carbon coated SiC fiber surface before and after exposure in argon at indicated 
temperatures showing surface roughening. (a) As-received; (b) l£ro °C; (c) 1400 °C; (d) 1600 °C. 



6 

6 

ro 5 "-
'-" 
:£ 
t; 
z 
L.U 4 "" f-
Vl 

L.U 
-' 
Vi 
z 
I=! 3 
L.U 

"" => 
f-« 
"" L.U 

2 "-
2: 
L.U 
f-

2: 
0 
0 

"" 

r- SiC (C-COATING) 
---\ //' SPOOL-A 

\ j/ 

V 
\ 
\ /" SCS-6 , 

--.l.. / (SiC/C COATING) ,;- ............... 
\ 

\ , , , 

/ 
/ 

/ 

" , , 
\ , , 

\ , , 
\ 

600 800 1000 1200 1400 1600 1800 
TEMPERATURE, °c 

Figure 10. - Tensile strength of SCS-6 fibers after IS-min 
exposure to oxygen at indicated temperatures. 

r SiC (C-COATlNG) 
------- ...... / 

SPOOL-A , / 

{ , 
\ 

I f VACUUM 
/ /I / / I 

L SCS-6 \ / I 

(SiC IC-COATING)\ 
/ 

I 

~ I 
~ I 
~ / 

" j ARGON OR /~\ 
NITROGEN.J" \, 

\ , 
\ , , , 

" 0 VACUUM 
, , 

0 ARGON .... ..... 

[':, NITROGEN 

Figure 11. - Tensile strength of SCS-6 fibers after IS-min 
exposure to various environments at indicated tempera
ture. 



co 
0.. 
(.') 

5 

Figure 12. - Photomicrographs of SCS-6 fiber heated 
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and pi nhole porosity on the surface. 
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