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STUDY OF HIGH PERFOR.MANCE ALLOT' ELECTROFORMING

ABSTRACT

Using the two nickel-manganese alloy electroforming baths of near
identical compositions, panels were elcctrotormea under the same deposition
parameters of current density, bath temperature, pH, and pulse plating
conditions of duty cycle and frequency. B y changing the electrolyte
agitation conditions, significant effects on mechanical properties were

noted. Since electrol yte agitation conditions on the typical flat panels
studied to date will not be identical to those existing on a complex

curved shape such as the SSME combustion chamber simulation, it is most
important that these effects be evaluated prior to Phase B studies. The
subscale chamber has been fabricated and shield support tooling is being
made. Electroforming of optimized alloy test bars is being deferred until

the eler-troi y te agitation effects are more Cully appraised.

I. INTRODUCTIONION

The purpose of this work is to develop and demonstrate a s y stem for

eiectroforming materials with improved strength and high-temperature properties.
The Space Shuttle `lain Engine employs a main combustion chamber (MCC) where

final combustion of propellant at high temperature and pressure takes place.
This critical component must be structurall y supported by a nickel-base alloy

,jacket. Producing this jacket from formed wrought metal segments requires
numerous weldments which alter the mechanical. properties of the base metal

through heat affected zones. This requires thickening the allo y where joints
are to be made to meet the structural requirements of the shroud. The use of

electroformable allo y s with great strength would have the potential for

simplifying fabrication procedures for structural jackets and reducing overall

weight by removing weldments. Such an electroformabl.e allo y might also afford

a possible use in advanced engines where light weight and good strength at
high temperatures are necessary.

II. TECHNICAI. PROGRESS SUMMARY

A. Task I - Literature Survey (Phase A) - Previously completed.

B. Task II - Allov Characteriza'ion and Optimization (Phase A

Summa.-izing the effects of various electrolyte and pulse plating parameters
on mechanical properties of nickel-manganese electroformed alloys:

1. Increasing the manganese content of the electrolyte results in an

increased manganese content in the alloy . This resul*.s in increased mechanical

strength and a decrease in ductility (which can often be restored by a moderate

heat treatment). Manganese contents in deposits exceeding 2500 ppm by weight
require more prolonged or severe heat treatments to restore ductility while
5000 ppm, or more, manganese in the alloy usually results in a brittle and
highly tensile stressed "as deposited" metal. The form in which the manganese
is codeposted with nickel (i.e. - whether in the composition Ni lMn or NiMn)

may have an important influence on stress and mechanical properties.
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2. Increasing the current density in the conventional do plating mode
or the average current density in the pulse plating mode increases manganese

concentration in the allo y in a logrithmic manner. In the pulsed current

mode and for a constant average current density, it appears that increasing
the peak current density also increases manganese content and mechanical
s;^rength - provided the pulse off time is sufficientl y long. Pulse off times
of 10 to 30 milliseconds appear to produce better mechanical properties than
lesser times. This is probably due to the longer diffusion time for manganese
to reach equilibrium concentrations in the diffusion laver at the cathode.
Since this may also be strongly influenced by electrolyte agitation which leads
to thinner diffusion la yers, we will discuss this subsequently.

3. Electrol y te pH - at least in the normal range of 3.8 to 4.3 - has
not been Noted to have a significant effect on allo y manganese concentration
or mechanical properties. Hydrogen ion may play a part in electron transfer
in the :eduction of nickel and manganese (c,r coordinated nickel-manganese ions
which might resemble coordination complex ions). Since hydrogen is reduced,

or "plates" at- -he cathode, the diffusion layer tends to become less acidic.
This is easily offset b y electrolyte agitation which thins ovt the diffusion
layer and allows quicker h ydrogen ion diffusion to restore tr_e proper pH. Pulse
plating permits the same h ydrogen ion diffusion to occur during the pulse off time.

4. Bath temperature increase results in a significant decrease in alloy
manganese concentration. Ion migration in the diffusion layer should be easier
as the layer temperature increases. This would indicate that nickel ion diffusion

is encharced b y increases in temperature while manganese ion diffusion is not -
or, if nickel-manganese ion coordinations exist, the relative mobility of such
complexes is not improved by higher bath temperatures.

5. Deposition voltage is directly related to manganese content in the

allo y . High voltages lead to high manganese concentrations in deposits. Since
increased current densities are accompanied by increased overvoltages, it is

to be expected that this would occur.

6. Pulse frequencies (particularly the length of off time) appear to
affect the codeposition of manganese with nickel. As was mentioned in the

report of the previous month, high pulse frequencies with off times as short as
2 milliseconds resulted in less manganese (and lower mechanical strength) than
lower frequencies with off times in the 20 millisecond range. In each case the
pulse duty cycle was the same (50%). There seems to be a practical limitation
on use of longer off times since sufficient chemical equilibrium is restored if

good bath agitation exists to keep the diffusion laver thin.

The above discussion has in many cases pointed to electrol y te agitation

and the resulting "thinning" of the diffusion laver to permit better diffusion
of manganese ions for codeposition with nickel. The serious effects of agitation
on alloy composition and mechanical properties became clearly evident in the
April work on flat panels. In this effort we were endeavoring to duplicate,
or improve upon, the mechanical properties of Panel NM,-25 where ultimate strength

exceeded 175 ksi (even after heat treating at 427% for four hours) and elongation
was at least 10 percent. The panel fabrication matrix included use of several
pulse duty cycles in the 25% to 60% range and lower frequencies of 25 to 50 Hz.
Long pulse off times were being investigated since the off time for Panel TA-25

was 20 milliseconds.
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When the duplicate nickel-manganese alloy electroforming facility was
established, all spray systems were overhauled - including that in the first
facility. Single "Fulljet" solid square spray nozzles were installed in each
pumped electrolyte outlet perpendicular to the plane of the panel being
electroformed. These sprays were 3/8HH24WSQ with a rated flow of 1.8 GPM at

5 psig and 2.4 GPM at 10 psig. ;Nozzle-to-electroform panel distance was 5
inches. Panels electroformed under this electrol y te spray condition are
denoted b y the word "Single" under the pulse plating information opposite
"Sprays" on the attached tables of test data. A rearrangement of sprays was
made whereby two "Fulljet" solid square spray nozzles pumped electrolyte on
each panel being deposited. This permitted a higher volume electrolyte flow
but a lower pressure. Such agitation conditions are described as "Double"
under the pulse plating information for sprays on the attached data sheets.
Any reference to "Single Square" means the same as "Single." All spray nozzles
were obtained from Spray Systems Company, Wheaton, Illinois.

Data for Samples NMR-6A, - A B, and -6C afford an Interesting comparison
of s p ray effects on mechanical properties. Panel NMR-6A exhibited high yield
and ultimate strengths using the "Single" sprav set-u p . Using double sprays
of the same nozzle ratings and distance from the sample surface, a significant
decrease in ultimate and y ield strengths was observed. Most surprising is the

fact that allo y analvses for Panel MNR-6B (using the double spray) was about

the same as for Panel ML;R-6A. For Panel M1NR-6C, we moved the double spray
frc:m about 5 inches from the panel face to about 3.5 inches from the face.

This maintained a hie h volume electrol y te turn-over at the panel L- ace while
increasing turb^llence. Tests showed that ulitmate and yield strengths were
increased, and the manganese content was increased very significantly over

that of Panel NAR-6A and Panel NMR-6B.

We interpreted this data to mean that the volume of electrolyte turn-over
at the cathode face is not as critical as the shearing force of the spray at

the cathode diffusion laver. The fact that Paneis NMR-6A and B exhibited
similar manganese contents and greatly differing mechanical properties can be
accepted as compatible with the postulation that strong spray shearing action

promo* q a thinner diffusion laver and promotes codeposition of NiMn cr y stallo-

graphi_ cells while low shearing force favors Ni 3Mn cell formation. We have

previously proposed that strengthening of nickel-manganese alloy is due to NiMn
cells which are face-centered tetragonal and stable to fairly high temperatures.
The mechanism whereby cathode surface turbulence controls the combinations in
which nickel and manganese codeposition is not well understooa.

Fabricated, or presently in electruforming, are panels representing
the use of open pipe nipples for sprays, single solid square sprays mounted

close to the cathode surface, and "Veejet" flat spray nozzles mounted close
to the cathode surface. Results of tests for these panels should complete

the parametecs required to produce rcund test bars for optimum mechanical
properties. We expect the "Veejet" nozzles to produce alloy with test results
resembling those of Panel NM-25 (the best combination of mechanical strength

and ductility thus far achieved).

In attached Tables I - V, it should be noted that mechanical testing was
confined to the "as deposited" and heat treated at 650°F (343°C) conditions.
Other heat treatments and testing at elevated temperatures was not performed
in the interests of time and funding. Those samples showing best mechanical
properties as electroforme6 will be submitted to a wide range of heat treatments
and testing at MCC service temperatures. Tables I - V should be regarded as raw

data to be expanded as appropriate.

- 3 -
	

5



r-	 . •ter;,

II

cc) c+1
A

O h
m 

o In
"-a

.-1 N

J
C C
a u

d d

U^ N

f U1 ^

- co r-

Ir.a

c^

C C

EE
^ ^ d

co r-
IO -7

O cc
ri p^

o In
T f/•

0 0•

O N
ti T

u\ U\

J J
C Ca, u

d d

L

J

4+ 	h
J W

J m sv
4,L C X\
I F z ID

W
< m c, G< S U G

`^	 E O ¢	 Z
[i	 f!) Z Ifs	 tlI

C- L=	 E E L Cu N 0. 0.^ +-
z
C
F

W	 c^
CO

N . O	 O C
RG X

•v .>
tl T

C=C	 m r-
I	 u tl T	 m m
1--	 J G F	 v1a

m ^	 E	 G,C••-
m O	 C Yr-1

D4 ^c^^m4.F

(^ \\\ O00 00 00	 NTq̂.• ^
r cy	 ^	 o

1	 J ^[ V^	 J

z	 u +r+ u^«-0 ••- m tl 4 ^ a
^-	 C N J J	 J L

V	
a

Y	 o GOG Fp ^ 2
a	 Z, L

ZSmUCf-•F
1 gau u 4.c+. o u

r u m cd `̂ ` mx	 c
oo°o°

m
RNU'\-+ C N

J O a	 m
U	 C c.• G) C) .•1.•1 Jr

a OU.-1	 p
L.

U	 U> m

m	 .•7
m•1 a0. .^] .m•1 .mi	 oC myay^^ ^0. <<cAtp	 G. N

^  U,
2 C rl O NO
F

I
1	 / W h-
T T4n

Is 00 a m
C z =

L e
J ^
L	 Y

U	 tl 1 N C d4 cn4 F

Z	 a L <.ti	 v u\

Y
C: Z z

z
c

4
la

W

rC=ri"

W
Cz.
C=.

a
G-.
C:

L='
r

6.4
C
E-
E _'
U
Wa
W

i

W
I-^

Q
E-'

U

m .-
u a
c ^
'O Y

tl O
S ^

^ J
_ N

mOCc c co
0

m w r.
u

L	 c
or.-

V 
.0 NO

D	 .. T1

e
"I O

o	 E c̀C`
L
u J In

k	
c

f^ I a
O C 

c
C

a a

F F a Q

^fnU Oh mUG •

t	 E
c N a
e .. a a
fi •m

x	 I
^	 m

m m

E aa^ c
a a U O y
C .~. U rr

Ot te Ir

^a

r c6 ^, n
J Jy ^] L

p,Z I L̂ 'O L

Z ^ m < F

u u + 4	 t
u a 11 m
f f	 c

oo.°o°
000u^NNulN

61	 m
4	 J

U Can AG
U C O	 0 D U> m

u u	 >
m m Y	 r

•] .+ .r tl > Y Laaa^<«

J Lm Z zL c Y
atl C c

«l 
,

0
•] Iv F

CD
ul

:mUC]<C]UPN
U

h E E c
c -- as

. x
X

m
m m

• 6 N a
? E E 6 C

N L) c .. .S
0

C t" -w

'ox L
a^

c c 4 > r
]J

C
 J L

L
: z -C Ea•

Q u u [. v	 u
 to
co

oo^ r^ cn

R N u
y	 m

U U > mu u	 >,
ooh

r z o
] m z
-^ Y

e c c] ..n tl

L
x

N
C+.

cu
z o

.<y mU0¢.LU

L c E -1c
a`.^. 

Q.
t.. 011y ao .n

N _	 O
X _.

co h	 m o
T	 m m ^

m a O
m^ c	 c

C
L 

0 C Y
L U O +^ U OC w U e ^ J

\\\ O O00 Op -0 ^
r 0T

00 In Ire s
Jti rn .-. u

..yy u_a^
tl r 6 > C
.J « J yL

i fL •^ [1

LL p
Lo

z Z m 6 F

!a u U 4. c+. N a
u, u u a ^ ti .-1

oo'^
O O 1O In c9

N cV O In
UN C\l

a	 m

C' Can (a	 .•I
U O O D U> co

u u
.^.mi-m+ a mmwaaax« a
IDa\OR1„W(--
C O

om
L Z M

J 
^ 

x
L Y

c!7 G. F

6
^O

z
Z

L
x
sh
W

u0
C U

z ID

1 6 S U Q NN S U a
m	 W
^D	 ^O

C En.r

00	 r-

tl^ o.ar(.'	 w h
N x	 C C

CO h	 m h
t++	 m m ^pp,,	 u:	 Cm? E c C

.^	 O E Y
61 61 U O +] u O
eC N U r .a

.+ .•1 .•-i p U\\\ C OOC OC tic	 c^

ul -:7	 J	 c

'p	 L
a^

m e 6 a, tl
J J J L

L ^ E
Z	 a Al

oo °c° 
8

N N O In
1 ul N-!	 m4	 Ju c• a. O C1 .+	 •

>^ OO DU> m 1

10 m d ocm^
Im	 <¢c^^

c^ O
CI ri y) N
T
C C	 •

O m

IJrzz
L	 .1[
IL .. C
J tl

Q)	 I

Z

y2UG^c.^U C

E E L c
4

^ x M

x
T

m w
a m a

o ^ E (1 a C

wU UE c.un .^
c	 .- F

Y OC OC _. T

C- 0

— a=- C
o tl 6 T c
- J J L

L
u a

-	 ¢ F

Q u 4,	 c.
d 1 1, c

^.lja
oo°c° 180

	

u^ h	 1
m m

C C G Q O U
U U > m

	

W u	 >1 c
^ m 77m i OL' -0 ^ a

^^O S
7
^ C o m

.z
Y

[ 
^ C]	 c

Z

-4-

C\.

c c OO In
c z ^p

i

-.W*D



U
m .^
m .-1a- u
c s
q (Y( 11
m Q

+ I

1

z0
h
U

W

U
^T
W

W

}

CIS

}a
O

E-1
U
Wa
W

H
H

Wa
H^

c O`1
11

N
m m

c c N In
0

m W •••1
u

L	 O In
u	 v r-

' 1 011,
 ap ^D

o .+

0.	 (V M
Y ^ •'1

mL a

u J 00

I,..
m
a
r 

i

J `

a N
^ w

o cu C O
a L 0 Ifs
S F Z \0

a a Q5IUAQL.0
L	 .ti

0. L^, Z N	 l^
zO	 t= E E L cuN 0.R •-
t-	 d•-1 and
<	 W	 wr

N
CD T

^S c
f	 x D

Id

b ..^ m	 m
« ^ T . m m

O	
A m s E p, Y C

W	 to	 .-+	 0a Y
(
V 	

O -01I tlCtl N UC U dL•

CZ<C,, AQ 0.U;i NwE
d	 -4 .-1 .-1 Ln U
a

N _;r ^o	 ^
v	 d1••1 t G ^D 1 Oz J	 M ^ u

d	 .qr CL 7
V ^ rl U ^J

Y	
m ..^ ^

d-+ N Q N 1°.

1 ids z^ a^,aF

W	 ^v u w w ^,-ai

Lr,0
O O N OT00	 co N T UN

C	 rl ^D N
o. •̂1	 a	 .ai	 b.	

°

UN r- ^•°•o
T	 U	 U U> m

1	 u	 a u 

4 .ai ° d m m ld+
a^ A2 1«m

PC O	
N W N

O O O m
O u	 z LU .+ J m S

L e L Y
i i Z aw A Enz

J J
C C
C u

Q <

N
w

c
cZ ^D

< G U G G U G
e
t• 	ti

r= E E L c
• N R a - --e., RRo
W
N x

is	 m
M	 m	 m
q m am^ E a c

+ O o G Y
C N U U e

.1 ,-1	 U\\\ O O
mmm •o

M ti H O

•	 Mr. d
q = L

as u	 ^.
d d Q a e
J J .J.. L

_	 i F
i

u u w w^ v
s

r\0O O C I
CU N M 1!^

u	 m
u ca caAr+110  O D U> m

u u
a m m Y
J •••1 .•1 d m m La^aa«r^
NCDN O

N i w n
T '^
O O O m

t z L
J to	 S

L .r Y
me r e
cn w F

<2UAQ= UC

N	 ^

t= E E L cuN Ra- -
c ,-1 R R c

co
N

x
m	 m
M	 m W

m u
v = ^ p, c
••	 C E C Y
C^ U U m-u•.0

,4\\\ Ommm

^u
•O a ^

q CL
L E

L L 4 L p

f :2	
i
^{ ^^

OON	 G

N-I \D N

a 4	 J

^^C
GG

 OJ	 U U > m
u u	 >,

a eomL.
Cco

C) m
t z L
m S
.+ Y

e c c
^ w F

- 117
06 r-

(^ T

^. rn

Lrl^
O r-

ri

O T
H

? O^
ti T

J J
G C
a u

N

w
C O
O In
Z ^D

^ mU Acl,

co	 co

z = F. E L C
u N a a .

N 
x	

C

	

xn,	 ti

m ao

m ? c C ^C
Q; u U o. c 0
eC N V •-1J

C•. U7 ^ fA i C••
U

\\ O
mmm •.7

Tau
q L

I ti q v
LL L

o +. E
z ir0<F

M 7

OG^N C^
C6  ON

u	 m
...1	 a.	 J
U C 0 A G -0
U D U

	

O O	 > m
u u

^^•-°i'd mm^2 R 

pp

^`am

N N O N,:^ I W t`
M

00 0 m
t Z L

L.+Y
.d+ .c+ o ep,
N w F d

r .p
^D

O

H r•I

J 1

r-1

O
Y

cli
 ll^

^ T
y M

J J

u cu

S
1N
w

u oG

^Lr\
^D

6 m U G 4 m U G
H
m	 co

t=	 E L c
e•1 and

w r
N co ^ 	 o c
X=
CD ~ 	m N
M	 m m }
P. m a Om3 E p u c.+O @ C YL aU O J U OC N+ U d J
fc^w

.-1 r •1 ,-1 N U
\\ I Ow mti) •00

s

}J O(- M .•. u
q _ L
a^

y
m d ¢ a d

S tf 
op 

q p

Z S m Q F

geu u wwg u
^ff"^Qu 

ap

00 cli
OO^DN A ii

11 Lr N

u C
O 0 

O A J
U O D U>'

u u
a ooml°

a a d u>> R

N

aaQ^n

N N O N
1 I W (^
T MO O o
t z LJ m S

L +-I
d c

w F

< 0. U G N= u a14 
co

E E L c
U N a a-
d ,••1 R 0. a
a co	 w
N x

CC)	 m
M	 m co

pp, m ams E a C4 1 	 G E C Y
c N U U m •U•J

mmm •^

^ cc V7 ?
V ^ ^
N T^ u

d_dQ ad
.+ L

+V-I q P.
CL	 E

Z ^[C4r

u v k \D
f :2 ^:
	 L

^ 7

O O N
cOry0N

to	 C

u	 m
u Ca. C G^
U O O D U > m

u u	 a

¢<>ca

M 0 O
Oi 407

L Z L
+^ m
L ,. Y
e c c a
J ++ d E
O w F d

i

^	 cD1	 1
z

a L Q
	

(a
N

1 i SZ

^) 
i



A^u

N h p

O• ti O

v: ri o

nO^

o ^c^
htirn

s O um

_:r ti

J J yl
C C

^o

tic-

V1 NM 1.••1 ti

u^ O

M

rn\J

\D s

-2: u^
a o:

\Z \Z
.1 rl

J N
C C
W v

ga

	L 	 L

	

x	 x

3

	

N
	

N

fa

	

c0

	
c c o

	

c u\
	

o Un	z \o	 zz^o

z0
H
F

a
Q

7

W

W

W

Wa

1-^

O
F
WUW

W

H
HH

F

m..m..
L W

b Y
L U
m ^.
S cC

cN O

.+ 2 M
h

m 00

CC ..
c CO cO

m W.(
v

L	 ^
a

o rn
0
L 4 7 N

^_ N n
r-I
d
u v

O C C
J
m cE

 ^EE
FE- 4d

L

E h
E

.^ m v n
c v c oW L r s
x F z .o

a a
4 mU .^••<mU

c z rn	 rn
F
<	

EEN	 L = R E. •Ciu N	 -^

F,	
-0.0.e

R	 N C6 co O C
O	 K t.-o -̂p
W b	 Q	

m rn
U, W O	 m m O

.J. Ca	 '1 W O
m= o p u C

(	
m >, .+	 OE C .Y

Z	 G .-^{ C In U C-) m U y
SQ 'a < -co0. :kcn 4.9
a
W	 .•^ .••^ .4 CO U
U	 tc to to O
z	 c c- r p

N M ^^ N

4	 U .+.+ U ^JF W -. d d Q

M d ^GG	 oLp ^ E
fat 0.Q Zm<EV-

NL L .!) V1

Q < 7pp
OO N A

^m
°^° c c ^^coo N

CtD^ a
Q̂
Q %ooAQo

•-I G-. a-^ .••^ .d d OC Y LIE aaaaa«
O O	 W
U .^ O O

tf)	 U	 C Z L
< -. a m x.^ L ^ L ^ Ya+^dcc

W L <

^^^z

4 d U A 4 m U a

EE
t	 R V, L ..Ci

N K

m mpp, m W
m 3 0 E c teIt, v U O+ O OC N	 t) d -+ +>

co	 co W

.-4 .^ U\\\ OUp 00 00	 .i

h (fin. W
•O ^ L

e^¢%e

U v
z	 a F

l"Q U U fs. [a. O v
cv

S^p J 7o
O O O N G

HSR
W	 m

a
C. 

Q c oV v v U U>

ri .•i d OO > L
aa <am

N (1 O N

0 p
O m4, 

m 
Z x9.

L	

rV1 W F <

z

_6-

<mcic^cUC ^mvccmU c

0	 0	 o	 p
.0 E E L C	 - E E L c
m.N•( as o'"	 as r^Wfa O	 fa
h0K	 K

m r(	 Cc	 m

ppEE,, pp,, 
ca m	 M	 m m

•mi	 C E C Y	 E C Y
W W U O J U O v W U 0 +1 U O
C N U m J	 C 

.N•. 
U d

c
	N

0. N U1 fa.	 9 m FE . w F

Wmm •	 to 00

Nrti rn
rnm O -T

^ M ^ L	 •p x L

m IN <Td	 d •c ^, d
J as	 .) L	 «+ a^	 .+ L

k 
	

1
1

l ^e u ^^uppk.^.OV 6	 O w Q.
N N I	 1 7 ^:2 f

O O N N	 O O 1̂ N
0000   C	 1.4 -4 ^ N

v	 m ^ v	 m

U C ^c^^	 U ;I.-C;G.-1
v u^v>
	 dcic)>

.••I	 m M L	 N rd .-1	 m m L

Aaa^<a(^ oaaad,<a
co 0ON0
i i W 8

O m	 Om
J o Z S	 ., .0
ee^_ pe,	 do

J f.. F <	 U r. F

<	 m

z

<m UCiN (nUG^

Q,	 rn

t= E E L CU N 0. 0.+1a 0. 0. 4d.

N^^	 O C

^
Kp r- -

(1^ m w^
pp, mW

m1 6 v C
.^	 O E C Y
v v U O J U O
C N U d + +^

.4
UJ]fa

\\\^ O
tO W W N

- 
1

N M .-. v
b x L
-•^ a

1k
z ^'ma EW

^ d v i4 4' O^ .•va

N f :2 ,p̂p M
OO*c^
\DcocON

W	 m

T O O Q 
>
O

U	 U U  m

!. m m Y	 d

aaa^>
.y MN O
M O O N

O^
.0 Z L

«+ m x
L .ry Y
d C C pe,
u) p E 4

m
rn



ul ^ N
u^ N rl

N3
N N

ul Lr\

oy^o

M\Q O
O\ = U!

^D s O
06

N a 1 N
C C C
d v v

a^ag

r•t p, O

0100 l

to ti O

C6

O U^ to
C\. N^ (t^^ 04

M Y^ A,

to to ul,
N1 ^
N N m
D = In

.-^ rl

N r•1 N
C C C
tL d W

d d 6

L
.Z•

N

L

N
W

v
c 

c G
c C

z z ID

Csv 0c
c c O

z z

Q©:.JGNCaUG
d	 CD

IN-i	 .N•t

u = E 19
W.^ as

aD
N

K

co	 m
M	 m m

m vppp, v c
C N U U a •-Ui 0

Gam..

1 rl	 U
\00\00\00 O

L z L
t1 m
L .-t Y r
e C

^IL..F

N
r1

z

I

i

z0
H
F
Q
J

W

U

W

q

W

FL0.

O

U
W
W

I

W

^

CO

E-'

U

V
7
Yci

_ C O+ ^ O
aQ ~ h O ^

_ N r
m c C O O O

COm W r•t
d

L	
^O 8

^c., b h n
^ N

a
Ya c- Lr\
o E r^
L . co
A 	 z .•t

O C C C
Y v v

^	

EE EE ee

F E 4 4 d

J	
r

C

+^ a 6! tL Qe v c c C
zF zz^0

0. I4GU GN 07U G
L

U. 2	 N
z

F	 L h P. P0. •.•. •.0

Qk3	

W^aa^^

E	 N	 O C
Xo

O w 
a ^	 m m^p, m v OW	 m1 E P 1 c

C]	 e	 r+	 O0	 C Y
C O d C U D N U O
0..•a 

eC
e N U e N

G Q	 to	 C] 1.

e n c0 3 C^
U_	 1 to [^ ^ 1
z LG'.O^r+
F- I	 a .-+	 b x L

U .+ V v vN4 m., a as Ta
F a1 .-Ti z^^^ pv,

e e	 .L -r 6
t a¢ z	 a H

w	 ge u u r. w g v

o•s^ c
00	 11 0 0 N

N -+ C	 tJ\ N	 m
co	 0
^ 0.v U C W G G .a CZ

t	 V OO DU> to
m u	 u v

m O T m m Y	 ar-i t, a1 ,...1 .7+ Oy tl0 m L
S ^ rC• t^ c2 C L 0. Q Q y

O O N w

N
p ^ O

z 

m

Q L e L +C c

Z
^ p «tl1 e c c

fy.G SwF

iJ L rl.•p1, W ^
6	 t
4
to z

Q Q1U Ocli
.-1	 N
G	 CZ

U N 0. a
W.+aa

N 06
X

CO	 mn^	 m m
2m vm. E 0. c
E C Y

Lpp L U O v U O

r+ U
m m m ^

ro x L

.-I -4 V ^... y
ya^yyoa Te

iI ^ •O O,

z f 2 6 F

u u ry t.

Ost--01ON

°2,R
v	 m
U C 4 G G .1
U O O D U> m

u v	 T
.Ti .7ei -7md '^ Oe Oe^

a co

m
.1 m zL ... Y
ec c

t ] E. F

00
14

I	 t

iz

.Q. ¢700007UG

N	 Nti

E E 1 cDiv as -m ,-t a a e
W

	 r'. 
On

N aD	 V (:
X	 .r

CO	 m 
r-410 Cos

M E pE , v C
v v U O C

 110c .N.	 U r1 .+ +^

^f	 9

O l_
oc m o

t

O U, s O

^s O
•a x L

.d U a N
m e Q T e

L E
zf n¢EV•

u u wa. v
v ^^^e g b

7 J
ap -1	 O'

O O 1 N
v0000 .4

N N? N 00
a^	 m c

u c C.OG.0 v]
U O O D U> m

v v	 T
J -4 .•d	 m t^ L

aa

°	 8
-7

V .0 z L
m xL

.ei .C-t
c7 [. F Q

4
N

i
z

-7-

— y
It S L
-^ a a-4 -4 U N

eeaTea1 a1	 .1 Lu b
owo

^

z

e

fm¢F

LA
coO O N

0000
N N? N

v	 a

U O O D U> m
uv 

f^	
T

a1 ^ rl a 00 00 L
c0c^^^<atn

^mU GhmUfa
Q

z E E L c
o

N 0. a-
.^ a a p

.^	 k
M
	

ul
^: 	 O c

X	 ++

m D
p,	 to a' O

r= B v c.-	 O E C Y
v L U O a u 0
C M U e ^

00 00\00 O^

61
•[I = L

e e Q T.^ .^	 a1 L
ff.".v a.Lo •'. c
Z^c06h

$eaa,wwo °L'

^ O ^O N N
v(10 00

^ N ul N 00

U C 4 G q 0
O O D U> m
ID v

H
.OI a On Ce te-
a
p

^<a a
NNOSt t w L

0 L
J m x
L ... Y
d C C

u]f..F

Q	 ^M	 i

I
z

tfnUG of
O	 ^
y	 ^

i^ na^-c•m r+ 0.an
y	 li.

y X

^^	 m m
p, W vn ^ E f1 C

L N U cam«

e N k 10 f+.

4 ra .-+	 U
10 ttt m O

v L
a-. . 1 u

y
p c Q 

>1 
caE z~F.ro E

T L v Q d
O^

s O N

^R°R
J C t.• G G .^

O C U U> 1
co v	 T
m+.m o or w e

J N 
'L 

S
Y

e c c
^	 o
^WF

1

i t^
I



6m000m UCa
s

c E E c
U N a 0.
4tl• .^ a a

CO
N

X

EO	 q N
w a

m ^ C,
.^ O C Y
a a V 6 J U O
i N U tl +i J

.0
O ^ co 4. E-

-4
\\\ O
m m m

-^ v
•o s C.
a7

a 1 a 1 e

z m < E-

L)

O O ^ N
0000

a	 m

ucc .̂ciG.J+
V O O D U> m

v v

n1	 m m 4.

^iaR <<co

L m U C ^: m U Q
3	 a^
1	 to
H	 r•1

E E cC, a s

Ca
v

X

C	 m
N`	 m m

p,	 y aa^ E a c
a	 O 2 c ^C
u N U V tl,̂ ,.cUcy
^ln^w6•F

I	 V

^• v
O a 7

.4 U J
J < J L

4p

> a a al`

C  DCN
o O O ON u1 N

u	 m

c 0 o o 0
J 0 0 U U> m
a v	 >,
10 M

d¢1A

Y
C C C
I - c
^ W F

c z° w+1 m z
je

tl C C eq,
co k. Fd

m
.4

s

s
N

w
d a
• c

z z ^c

a
m[
m

7
-4	 C

v	 v
r	 YY	 FO.
O	 m
m	 r

w

N O CO N

C C [^ N O
i••i	 V^ O^ M

m kJ ,-^ .y
_a
v 008
v v '9m^
O .a

•-1 N

e
u a

o In u^

o	 Y ^ mM

t
u zr c' U^

qElv
F 

vmtlm

7O
v

m
s

a

N N

N O

- Ir	 1•'1

R on

J . NC c C
a a a

tI^

N O
,••I 	 u\

M O

N O

Oul

ti
,-1	 ry

Lr\	 o
M u1ui	 Cy

^ M

J 43 )
C C C
a a a

X111

L
x

N

El

I C O

zcz^

z
c

E-
5

d

W

U

w
W

p.

c
x
E-
U

I

Wa
E^

w
z

J
c
a	 N

J tl a w tl a c c 0
X F Z 2 ^

a amcuoamcuo
aJ O 1	 1

a m z rl	 .^

O u N G. 0. +^ ••+
E-
<
N

CU	
6N	 C

tl
I-+ 'O	 +-0 CO	 m C`

O
M 

(E1,	 w d 00
O r-I ^	 YO a CoNo CU	

•) U JL7 a tl +-1tlCC N
	 to

X ^^ 0. [2 . 0 4.

.•I •d -d O^ V
m m m M lam.I

40 0

s n ^^ o
H
z J

s^
M^ ab B.um -+ 4 .1 u	 +^tl tla>,tl

F 6r+.dc^zr$aHI

~ WWO	 v^	 O ta.u,^2lga^a a
p̂

z
m OO^N	 u

0000
O N	 w.^ a q

c
0.J ^•^TOO	 Oli

V	 U U>.M a
a u

1
CO

tlO
r-/ W

N b
.-I 171	 m m 4Y^^go-crVj 6.46612

z Mu'+ N
N N

V G W
00

e

mzx
U F tl F	 •ti

t O Jraf+.. ^) -ci d12 t2 f+. F 4

Z

a w 47

ct i

m UL] -IC mUC

.a = E E u cu N a a ^ -+
c .. a a e
W	 [: O
N 

CC)
	 c
X	 -a

m N

tl1 S
^1,	 n a	 O
E a a ca	 O E Y

a a U 0 c U O
C N U [ ++J

0.y^O 4^.F 	 i

.^ .1 .-1 J U
\\ OHO

mmmMCO
r- o CO
o .D I- 1
co _a Or M -^ a

b a^
o tl a a e

u a

Z S m ¢ F

O a v ( a1/̂ ^ ^c^] o c

Q  N In
0000 iN Mif\N m

-a4 w	 W

U C". I'a Ll^O
U OO DU> t0'u

a.. +'S mm.

C\̂, NO 8
I W \a

o
rz^

J pp =

i. ++ Y
tl c

0 f+. F

I^

I

amQIm mUCa:^mvm<cnL)
m	 m
^O	 ID

u N 0. P, -+ - • u Na 0. C

^'! aa 10,a 	 w asv`O	 c N 10
X	 -+	 X

	

EppE,.,aa,,m
 m O	 ^M	 m W

rl	 O E C Y	 r•1	 O	 C Y
a a V o" u0 a a U O J U O

mmm^^	 mmm
o rn

oM a	 ^ a
a 7	 - a 7-4
	 e^ai,o>1 

z m¢ F z;

eeu uk G4 N au U GL4M a a	 0 4	 a s tf L7

	

`^ tl	 d a
A;	 c M
M

O O N N 0 MOO N

	

U-\ 
O N m	 ^\O	

-

-4	 ^.	 y	 a w

a a V U > 	U a a U U>

^lZac^aeto

al
NNOO
I I W ^

w	 Fz ^
J m x	 J q

tl C C	 O C C

0 W F	 .7 k, F

ma
I	 I

I

_J



':;.`

_	 -	 . .
r

C. Task I - Heat Treatment of Alloy Structural Shell (Phase B

For reason of simplifying the alloy optimization effort and the fact
that heat treatment of the alloy for best combination of strength and ductility

is necessary, the planned work in this task is being reported under Phase A,
Task II.

D. Task II - 'fooling for EF of Prototype SSME - MCC (Phase B)

The subscal.e MCC mandrel :machining was completed as schedule(:. The mandrel
is a two-piece design to facilitate separation of the electroformed shroud
configuration specimens. Each secti.on has been zincated for bonding and flash

chromium plated to protect the surfaces from corrosion and scratching. We
expect to use this mandrel for many electroforming trials.

E. Task III - Prototype MCC Preparation for Electroforming (Phase B)

The mandrel electroforming strongback and MCC rotating drive system are

being integrated. Plexiglass shield support soft-tooling is in fabrication.
Special provision is being made for a separate drive to rotate the upper 	 1

shield support in a counter direction to the mandrel. This .., ill enable the
use of conformal rotating blades to provide addit:ional electrolyte shear at
the surface being electroformed. This will augment forced spra y s to promote
higher manganese concentrations in the alloy. We anticipate this may be required
due to the fact that the mandrel is a complex shaped rotating mandrel which will
be under continuous deposition over all areas regardless of whether these areas
are "seeing" a strong diffusion 'layer shearing action, or not. By being able to
independe:itly drive a "squirrel cage" of conformal blades, it should be possible
to )rovide high turbulence over a greater area of the mandrel.

Our plans for Phase B electroforming on the :mandrel tali for evaluation

of alloy chemistry and hardness variability based on mandrel rotational speeds
and multiple spray placement. If manganese content is not sufficient tc
promote proper hardness and retention of good hardness after heat treating,
we expect to correct tnis condition by one or more of the following actions:

1. Increase the pulse off time for better manganese diffusion to
the cathode su-face.

2. Increase the manganese content in the electrolyte. This can only
be d-ond as long as residual stress is not prohibitive.

3. Increase spray agitation capacity.

4. Increase average current density for pulse plating.

Based on the magnitude of samples required for evaluation when we start
electroforming MCC configurations, it is unlikely that novel agitation systems
such as the counter rotating blades, it is recommended that such evaluations
be considered in follow-on work - should continuation of the alloy electroforming

program be considered appropriate.

III. CURRENT PROBLEMS

The previous discussions of this progress report have shown that

I

- 9 -
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electrolyte agitation variations have more pronounced effects on mechanical

properties than hac been anticpated. Conditions which lead to specific
mechanical properties on simple flat shapes will require modification when
applied to cylindrical and conical scrapes such as the MCC. Although corrective
actions to solve this problem are generally defined, achieving desired

mechanical properties and uniform alloy composition on complex configurations is
now expected to consume more study than originally anticipated. We expect
the Phase A work will provide an optimum alloy for mechanical properties at
the expected MCC service temperatures; however, duplicating these properties
on a complex round shape may require extending some efforts beyond the schedule

and funding of the present contract.

IV. WORK PLANNED

1. Complete electrolyte agitation evaluation with respect to
mechanical properties and manganese contents of alloys.

2. Select specimens for continued study with respect to effects of

various heat treatments on ambient and elevated temperature

properties.

3. Continue soft tooling for subscale mandrel - shield support,

rotational drive connections, etc.

V.	 FINANCIAL DATA

See attached NASA Form 533P.
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