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1571 ABSTRACT 
A method is described for forming hollow particles, or 
shells, of extremely small size. The shell material is 
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fall. Cooling of a droplet from the outside traps the 
dissolved gas and forces it to form a gas bubble at the 
center of the droplet which now forms a gas-filled shell. 
The shell is reheated and then cooled in free fall, in an 
environment having a lower pressure than the gas pres- 
sure in the shell. This causes expansion of the shell, to 
form a shell having a small wall thickness compared to 
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FIG. 3 is a representation of the molecular Structure 
of the melt in FIG. 1. 

FIGS. 4-6 are cross sections of a droplet in the appa- 
ratus of FIG. 1, showing steps during initial formation 

.METHOD AND APPARATUS FOR PRODUCING 
MICROSHELLS 

ORIGIN O F  INVENTION 5 of the shell. 
FIGS. 7-9 illustrate a droplet similar to that of FIG. 

6.  but during a remelt process shown in FIG. 1, to in- 
crease the ..aspect ratio,. of the shell of FIG. 6, 

DESCRIPTION O F  T H E  PREFERRED 

The invention described herein was made in the per- 
formance of work under a NASA contract. and is sub- 
ject to the provisions of Public Law 96-517 (35 USC 
702) in which the Contractor has elected to retain title. ,n 

EMBODIMENTS 
I" 

BACKGROUND O F  THE INVENTION 
FIG. 1 illustrates a system 10 which forms gas-filled 

an outside diameter considerably below one millimeter. containing a quant i ty  16 of a material 18, The melt  
As one exampie* the microshells can be 15 material 18 can be heated to a liquid state. and solidifies 
material in structural members such as reinforced when i t  is cooled a lower temperature which is above 
beams. Inasmuch as the strength-to-weight ratio of a room temperature and above the liquefication tempera- 
mass of such shells increases as the size of the pores ture of the gas. The melt material 18 is maintained in a 
(here the bubbles in the shells) decreases, shells of espe- molten state in the presence of a gas 20 that is at least 
cially small size are desirable. 20 moderately soluble in the melt material 18. Here, the 

Shells of a size down to about one-half millimeter can soluble gas 20 is bubbled up through the melt through a 
be readily produced by a number of methods. In one bubble tube 22, and the soluble gas constitutes part of 
method. the molten shell material is extruded through the gas which lies in the space 24 above the melt. The 
an outer nozzle, while a gas is extruded through a con- result is a solution 26 in the vessel 14 which includes the 
centric inner nozzle, to form a hollow stream that 25 molten melt material 18 with the soluble gas 20 in solu- 
breaks up into gas-filled shells. As the diameter of the tion therein. 
nozzles decreases, it becomes difficult to machine them The solution 26 is ejected through a nozzle 30 into a 
and to'position the tiny inner nozzle, and there is more first drop tower 32. A stream of gas is directed from a 
frequent blocking of the space between nozzles by un- tube 34 across the outside of the nozzle 30 to break Up 
wanted solid particles, Shells can be formed by dry 30 the extrusion into a mUltipliCity Of tiny droplets. t O  

chemical-blowing processes, but the materials are lim- thereby atomize the solution. Atomization can be pro- 

There are many potential useS for microshells having shells 12 of small size. The system includes a vessel 14 

as a 

ited by available compatible frit-combinations, and are 
usually useful only for low-melt materials such as poly- 
mers, plastics, and Iow-temperature glasses. A method 
for producing microshells ofa  wide variety ofmaterials, 35 

duced by Placing a gas-emitting tube behind the nozzle 
to agitate the emitted stream. Each of the droplets 36.4 
comprises a microscopic solid mass of the solution 26. 

is an enlarged sectional view Of such a drop1et 
including refractory metals and alloys, would be of 36A, which includes the melt material 18 in a liquid 

state, and the soluble gas 20 dissolved in the liquid melt considerable value. 
material. 

SUMMARY OF T H E  INVENTION The inside walls 40 (FIG. 1) of the drop tower are at 
40 a lower temperature than the melting temperature of In accordance with one embodiment of the present the melt material 18. Also. the environment 42 in the invention, a method is provided for facilitating the for- drop tower preferably comprises gas at a lower temper- mation of small shells of any of a variety of materials. ature than the melting temperature of the melt material. The method includes establishing a quantity df solidifi- The falling droplet 36A therefore is cooled from the 

able melt material in a molten state, in the presence of a 45 outside until, at  the droplet position 36B the periphery 

material, to form a solution of the melt material and gas. highly viscous and is approaching a solid state, FIG. 
The solution is atomized to form multiple droplets, and is a cross section of the droplet 36B, showing the 
the droplets are cooled from the outside until the melt side is largely solidified while the inside 46 is still at 
material solidifies. As the melt material solidifies from 5o a higher temperature than the outside and is molten or 
the outside, it pushes dissolved gas inwardly towards less viscous. 
the center of the shell to form a gas bubble therein. As the hardening portion 44 of the droplet advances 

After the shell has hardened,,it can be reheated in free radially inwardly, it drives the dissolved gas 20 in- 
fall, in an atmosphere of h w e r  total Pressure than the wardly in front of it. This is partially due to the fact that 
Pressure of gas in the shell. The lower Pressure Permits 55 a solid material generally has a much lower saturation 
expansion Of the gas bubble to reduce the "aspect ratio" partial pressure of a soluble gas, than it  did when it  was 
of the shell which is the ratio of its outside radius to its liquid, The gas within the hardening Outer portion of 
wall thickness. the droplet therefore cannot dissolve in the remaining 

The novel features Of the invkntion are set forth with liquid and forms gas bubbles. The gas cannot escape 
Particularity in the appended claims. The invention will 60 through the solid periphery of the cooling shell, because 
be best understood from the following description when solid material is generally highly resistant to the migra- 
read in conjunction with the accompanying drawings. tion of gas therethrough. FIG. 6 shows the droDlet at 

gas which is at least in the of the droplet has solidified or at least has become 

36C, with the melt orshell material 18 fully solihified, 
and with the eas 20 formine a bubble 48 at the center of DESCRIPT1oN OF THE 

FIG. 1 is a sectional view of the apparatus of the 65 the hollow dFoplet or shelc 
present invention, showing a method of the present 
invention. 

FIG. 2 is a view taken on the line 2-2 of FIG. 1. 

FIG. 1 shows the solidified shells 36C collected at the 
bottom wall 50 of the first drop tower. Although such 
shells shown magnified at 36C in FIG.  1 can be useful in 
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certain applications. there are many applications where 
shells having a higher aspect ratio (the ratio of shell 
radius to wall thickness) are desirable. The aspect ratio 
is increased by dropping the shells through an aperture 
52 into a second drop tower 54. The bottom u d l  50 of 
the first drop tower slows the descent velocity of the 
shells, and isolates the environments of the drop towers. 
In the second drop tower, the shells are reheated by a 
radiant heater 56 to melt the shell material. The atmo- 
sphere 58 in the second drop tower has a lower total 
pressure than the pressure of gas in the shells initially 
dropped into the second tower. The remelted shells are 
able to expand because the pressure of gas inside the 
shell 36C is greater than the pressure of the gaseous 
environment 52 in the second drop tower. 

It would be possible to form the initial solid shells 
36C in a batch process, and later, after the initial shells 
have cooled to near room temperature, to drop them 
through another drop tower (or the same one modified). 
However. for high melting temperature materials, 
whose melting temperature is above 1OOO" C., consider- 
able time and energy is required to reheat them from 
room temperature to their melting temperature. In the 
case of such melt material, it is desirable to remelt the 
initial solid shells 36C while they are still very hot 
(above one-half their melting temperature. and there- 
fore above 500" C.). 

A partially-reheated shell 36D is shown in FIG. 7. It 
can be seen that the periphery of the shell is molten, but 
the radially inner portion of the shell at 60 has not yet 
been melted and is therefore solid. The solid inner por- 
tion 60 prevents expansion of the gas bubble 48. Once 
the entire shell is melted, it can expand until the pressure 
of the gas bubble 48 within the shell is about equal to the 
pressure of the gas environment 58 outside the shell (a 
small difference can exist due to surface tension of the 
liquid). As the gas bubble expands, the radius R of the 
shell increases, and the wall thickness W of the shell 
decreases. The liquid shell may grow to a diameter R2 
as shown in FIG. 9. 

A fully melted and expanded liquid shell is indicated 
at 36E in FIG. 1. As the shell 36E falls through the drop 
tower, it cools from the outside. .A portion of the drop 
tower below the heater 56 can be cooled as by a coolant 
passing upwardly through a conduit 62 along the lower 
portion of the tower 64. A partially-cooled shell 36F is 
shown in greater detail in FIG. 8. The periphery 64 of 
the shell is substantially solid, while the inner wall at 66 
is substantially liquid. Finally, the shell cools to the 
configuration shown at 36G in FIG. 9. The diameter of 
the shell 36G is much larger than that of the shell 36C 
of FIG. 6. The larger ratio of shell outside radius R2 to 
its wall thickness W2 has advantages in many applica- 
tions. For example, when the hollow shells are to be 
used as filler material, the larger diameter of the shells 
results in lighter weight. The fact that the filler shells 
have a small outside diameter, results in relatively high 
strength for the $hells, for a given weight-to-volume 
ratio. 

The system of FIG. 1 includes a roller feed mecha- 
nism 72 that feeds a rod 74 of the melt material 18 
through a housing 75 of the system, into the region 
above the vessel where the tip of the rod melts. A melt 
level control device 76 senses when the top of the melt 
drops below a certain level, to cause the mechanism 72 
to feed the rod towards the melt so as to maintain a 
constant level. A coil heater 78 heats the vessel 14 that 

4 
for withstanding the high temperatures involved. A gas 
source 82 applies gas to the environment above the 
melt, to establish a predetermined pressure therein. \vith 
only some of the pressure caused by the soluble gas 20. 

5 and the rest caused.by an inert gas such as argon. A 
granulated filter bed and filter 83 lies at the bottom of 
the melt. The atmospheres in the two drop to\vers 32.54 
are maintained by gas sources 84. 86. 

The atomizing of the melt into numerous microscopic 
10 particles is a known process used to form powder III 

metallurgy. However, in forming particles for metal- 
lurgy. only an inert gas which is substantially insoluble 
in the melt or shell material is used. to substantially 
avoid the dissolving of gas in the melt and in the result- 

15 ing powder. 
Certain combinations of gases and liquids result in the 

gas being highly soluble in the liquid. For example. 
hydrogen is moderately soluble in molten aluminum. in  
that about 0.7 cubic centimeters of hydrogen at one 

20 atmosphere (one atmosphere equals about IS psi) can 
dissolve into 100 grams of liquid aluminum. before the 
aluminum is saturated with the hydrogen and cannot 
hold any more. For solid aluminum, the solubility is 
much lower, such as no more than about 0.04 cc hydro- 

25 gen (at one atmosphere) per 100 grams of solid alumi- 
num. Hydrogen is very soluble in magnesium. in that 
about 26 cc  hydrogen (at one atmosphere) can be dis- 
solved in 100 grams of liquid magnesium before the 
magnesium is saturated with hydrogen. About 18 cubic 

30 centimeters of hydrogen (at one atmosphere) can be 
held in 100 grams of solid magnesium. The solubility of 
hydrogen at one atmosphere in liquid copper and iron is 
5 .5  cc per 100 gm and 27.0 cc  per 100 gm, respectively; 
its solubility in solid copper and iron is 7.0 cc per 100 

35 gm and 7.0 cc per 100 gm, respectively. Gases which 
liquefy above or below room temperature can be used. 

Many other combinations of gas and liquids or solids 
result in the gas being substantially insoluble in the 
liquid or solid material. For example, helium has a solu- 

40 bility of less than one millionth cubic centimeter (at 
atmospherjc pressure) per one hundred grams of liquid 
aluminum, and has an even lower solubility in solid 
aluminum. We may define a gas as being at least moder- 
ately soluble in a liquid material, if at least 0.01 cc of the 

45 gas (at atmospheric pressure of about 15 psi) can dis- 
solve in 100 grams of the liquid material. As indicated in 
FIG.  3, gas molecules shown at 90 are believed to lie in 
the spaces between liquid molecules 92. However, it  is 
not known why certain gases will dissolve in certain 

50 liquids but not in others. A wide variety of melt materi- 
als can be used including refractory material and a wide 
variety of metals. 

In order to saturate a liquid such as molten aluminum 
with a soluble gas such as hydrogen, the gas is present 

5 5  in a predetermined saturation partial pressure such as 1 
psi for hydrogen in aluminum. If the partial pressure of 
the hydrogen is greater than the saturation pressure, 
then no harm is done, but the amount of the gas in the 
liquid will not be increased. To regulate the total pres- 

60 sure in the environment, an inert gas such as argon is 
placed in the environment 24 (FIG. 1) above the melt. 
Similarly, in the first drop tower 32 the partial pressure 
of the soluble gas such as hydrogen is preferably main- 
tained at at least the saturation partial pressure such as 

65 about 1 psi for hydrogen in aluminum. Maintaining such 
a partial pressure avoids the migration of the soluble gas 
out of the shell while it is liquid. An inert gas such as 

5,05 5,240 
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control the total pressure (e.g.. 10 psi) of gas therein. 
The total pressure of gas at 58 in the second drop tower 
54 is preferably lower (e.g.. 5 psi) than the pressure 
(e:g.. 8 psi) of the gas in the gas bubble 48 within the 
initially formed shell, and is also preferably lower than 5 
the total pressure in the first drop tower 42. in order to 
expand the shell by its remelting and drop through the 
second tower. The size of the shell produced after the 
remelt and dropping depends upon the pressure in the 
second drop tower. 10 step of reheating. 

During the drop of the remelted shell in the second 
drop tower, additional soluble gas can be Pumped into 
the shell by maintaining at least the saturation partial 
pressure of the soluble gas in the second drop tower. 
Additional gas is pumped into the shell in the second 15 

3. The method described in claim 1 including: 
reheating said hollow shells which have a gas bubble 

therein, while they are separate from each other. in 
an environment of lower total pressure than the 
pressure of gas in said bubble. 

4. The method described in claim 3 wherein: 
said melt material melts at a temperature above 1000" 

C.. and said step of cooling includes maintaining 
said shells at a temperature above 500" C .  until said 

5. The method described in claim 1 wherein: 
said gas has a solubility in said melt material of more 

than 0.01 cc gas at atmospheric pressure per 100 
grams of said melt material when the melt material 
15 liquid. 

drop tower. because the periphery Of  the shell IS the 
part that first at  36D 

6,  The method described in 
reheating said droplets after they have been cooled to 

1 including: 
The periphery Of the 

form shells while said shells are separated from 
each other, in an atmosphere that includes said 
soluble gas at at least about the saturation partial 
pressure of said soluble gas in the liquid form of 
said melt material. 

(FIG. 7) will have a low concentration of the soluble 
gas, since the periphery was previously solid and mate- 
rial in a solid state generally carries a lower concentra- 20 
tion of any particular soluble gas than in the liquid state. 
Thus, the soluble-gas in the environment around the 
remelting shell can permeate the shell which is being 
liquefied. If the totally liquefied shell is soon cooled 
starting from the outside, the soluble gas that permeated 25 
the shell cannot escape through the solidifying periph- 
ery of the shell, and it is pumped inwardly as the depth 
of solidification increases until the shell is completely 
solidified. 

gas-filled shells of very small diameter, This is accom- 
plished by saturating the molten shell material with a 
soluble gas to form a gas-liquid solution, atomizing the 
solution and cooling it, to trap the soluble gas as a bub- 
ble inside the solid shell. The aspect ratio of the shell 35 
can be increased, by remelting the shell in free fall, in an 
environment of lower pressure than the gas bubble, to 
permit the gas bubble to expand the shell. 

Although particular embodiments of the invention 
have been described and illustrated herein, it is recog- 40 
,.,ized that modifications and variations may readily 
occur to those skilled in the art, and, consequently, it is 
intended that the claims be interpreted to cover such 
modifications and equivalents. shell material. 

7. The method described in claim 1 wherein: 
said step of establishing the melt material in said gas, 

includes establishing said gas at a partial pressure at 
least equal to the saturation partial pressure of said 
gas in the liquid form of said melt material. 

8. A method for processing a hollow shell compris- 

establishing a hollow shell of a shell material which 
solidifies at room temperature, in a molten state in 
free fall through a gaseous environment containing 
a gas which has a solubility of more than 0.01 cc 
gas at atmospheric pressure per loo grams Of said 
shell material in its liquid form: 

withdrawing heat from the outside of said shell and 
solidifying said shell from the outside inwardly, 
whereby to pump some of said gas into said shell. 

9. The method described in 
said step of establishing includes maintaining the par- 

tial pressure of said gas, at at least about the satura- 
tion pressure of said gas in <he liquid form of said 

Thus, the invention provides a method for producing 30 

wherein: 

What is claimed is: 10. The method described in claim 8 including: 
1. A method for forming gas-filled shells comprising: establishing a quantity of said shell material in a liquid 
establishing a quantity of solidifiable melt material in state in a vessel that also contains said gas; and 

a molten State in the presence o f a  gas that is at least dividing said quantity of shell material, while it is in a 
moderately soluble in the melt material, to form a liquid state, into a multiplicity of droplets and es- 
quantity of a solution of the molten melt material 50 tablishing said droplets in free fall, and withdraw- 
and gas wherein the proportion of said gas is ing heat from the outside of said droplets and solid- 
greater than the proportion of said gas which can ifying said droplets, to form a gas bubble inside 
remain dissolved in the solid state of said melt ma- each droplet to form a gas-tilled shells; and 
terial; wherein 

atomizing said quantity of solution of molten melt 55 said step of establishing a hollow shell comprising 
material and gas, into a multiplicity of separate reheating said gas-filled shells and establishing the 
droplets; in free fall. 

cooling said separate droplets from the outside, until 11. Apparatus for forming small gas-filled shells com- 
the melt material therein solidifies, whereby to 
form hollow shells with a bubble of said gas in the 60 means for saturating a molten melt material with a gas 
hollow of each shell. which has a solubility in the melt material of at 

least 0.01 cc of the gas at 15 psi in 100 grams of the 
melt material, to form a solution of molten melt 
material and gas; 

means for atomizing said solution to form a plurality 
of droplets, and for cooling said droplets while 
they are in free fall until the melt material is solid. 

45 

prising: 

2. The method described in claim 1 wherein: 
said step of atomizing includes dividing said melt 

material into droplets that each initially includes 
said gas in solution in said melt material, and said 65 
step of cooling includes avoiding further heating of 
said droplets and immediately beginning to cool 
said droplets after they are formed. 12. The apparatus described in claim 11 including: 
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means for maintaining the saturation partial pressure 
of said gas in the environment which surrounds 
said droplets while the melt material thereof is 
molten. prising: 

total gas pressure less than the pressure of said gas 
bubbles. 

14. Apparatus for processing gas-filled shells com- 

13. The apparatus described in claim 11 wherein: 
said droplets which have cooled each includes a gas 

bubble of said gas; and including 
means for establishing said cooled droplets in free fall 

and for reheating them until the melt material 
therein is molten. at a time after said droplets have 10 
been cooled in free fall; and 

means for cooling said reheated droplets while main- 
taining an environment around said droplets which 
were reheated, with said environment having a 

5 

15 

20 

25 

means for establishing a hollow shell in free fall in an 
environment containing a gas tvhich is at least 
moderately soluable in the shell material: 

means for applying heat to the outside of said shell 
while it  is in free fall in said environment. in an 
amount that melts the shell through its entire thick- 
ness; and 

means for withdrawing hear from the outside of the 
shell in an amount to solidify the shell. 

* * * * *  
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