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SUMMARY 

An investigation of overheating 8- 816 alloy t o temperatures of 
1,6500 , 1, 8000 , 1,900°, and 2,000° F during the course of rupture t ests 
at 1, 500° F' was carried out . The overheating was applied periodically 
for 2 minut es in most of the tests . The intent was to develop basic 
information on the effect of overheats on creep-rupture properties in 
order to assist in the evaluation of damage from overheats during gas­
turbine operation. 

Overheating reduces rupture life both through alt erat ion of t he 
internal s t ruc t ure of the alloy and, if stress is present during an 
overheat, by accelerated creep at the higher temperature . 8uch reduc­
tion in rupture life increases with the temperature and duration of 
overheating. Loss in rupture life by structural alteration was negli­
gible at 1,6500 F, but two overheats to 2,0000 F of 2-minute duration 
in the absence of stress reduced life at 1,5000 F by about 70 percent. 
Apparently, the t otal damage, if stress is present during overheats, is 
the sum of the structural change effect from temperature plus the per­
centage of the total rupture life at the overheat temperature represent ed 
by the t ime at the overheat temperature under s t ress. 

While the reduction in rupture time at 1,5000 F due to temperature ­
induced structural changes can be large, the corresponding reduction in 
stress for rupture in a specific time is considerably smaller on a per­
centage basis. From this viewpoint, major reductions in rupture strength 
due to overheating arise only when sufficient stress is present during 
an overheat to use up substantial amounts of rupture life by accelerated 
creep. This indicates that in the absence of substantial creep during 
overheating other sources of damage, such as thermal shock, will usually 
be the important causes of damage. 

I 
I 
I 
J 

I 
I 
J 



l 

2 NACA TN 4081 

INTRODUCTION 

An investigation was carried out to evaluate the effects of brief 
overheats to temperatures of 1,6500 , .1,8000, 1,9000, and 2,0000 F on the 
creep-rupture properties of S-816 alloy at 1,5000 F. The objective of 
the investigat ion was to obtain basic information on the changes in 
creep-rupture properties of the alloy due to overheating which can occur 
during jet-engine operation. 

The effects of overheating were evaluated in terms of the changes 
in creep-rupture charac teristics at 1,5000 F under stresses within t he 
range of rupture strengths of the S- 816 alloy for 100 t o 1,000 hours. 
The possible damage from overheating was considered to include internal 
metal struc t ure changes induced by exposure to the higher temperatures 
and loss in life by creep if stress was present during the overheats. 
Temperature damage was evaluated by s t arting t ests at 1,5000 F and then 
periodically overheating wi th the stress removed during the overheat 
periods . Stress damage during overheats was evaluated by leaving stress 
on the specimens during the overheats. 

Overheat periods were predominately 2 minutes in duration and were 
applied cyclically a t approximat ely 5- or 12-hour intervals. These 
schedules were adopted to provide the most useful general results after 
consideration by the Subcommittee on Power-Plant Materials of the 
National Advisory Committee for Aeronautics of the variable conditions 
under which overheat ing can occur in jet- engine service. It should be 
clearly recognized that t he intent was to develop general principles and 
not t o evaluate the specific condi t ions of overheating which can occur 
in a specific jet engine. The investigation was also limited to the 
effects on creep-rupture properties . The overheat conditions did not 
include the effects of differential restrained expansion (thermal shock) 
or the possible effects on such other propert ies as fatigue strength 
and corrosion resistance. 

This investigation was carried out by the Engineering Research 
Institute of the Universi t y of Michigan under the sponsorship and with 
the financial assistance of t he NACA . . It was part of a general research 
investigation studying metallurgical fac t ors involved in the use of heat­
resis t ant alloys in aircraft propulsion systems. 

PROCEDURE 

Overheating can be expected to have two main effect s on creep­
rupture life at some lower nominal temperature: 

- - -- ---~- ------~--------------------

~ I 



I ' 

NACA TN 4081 

(1) Change of creep-rupture life due to the exposure to a higher 
t emperature changing the int ernal structure of the metal. This effect 
is designated "temperature damage" in subsequent discussions. 
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(2) Acceleration of creep when the temperature is increased in the 
presence of stress, subsequently referred to as "stress damage." 

In addition, the cyclic removal and reapplicat ion of the stress 
during the overheat experiments in the absence of stress could alter 
the creep-rupture charact eristics. The influence of overheats could 
also be expected to vary depending on the stress level and rupture time 
at the nominal test t emperature. In consideration of these factors, 
the follOwing general experimental program was established. 

Determinat ion of Temperature Damage From Overheating 

in Absence of Stress 

The following data were obtained in the determination of temperature 
damage from overheating in the absence of stress: 

(1) The basic measurement was the effect on rupture time of continu­
ous cyclic overheats to 1,6500 , 1,8000 , 1 , 9000, and 2,0000 F until rupture 
occurred. For tests under a 16,200-psi stress at 1,5000 F (rupture in 
1,210 hours) the load was removed and an overheat applied twice daily. 
For tests under a 22,000-psi stress a t 1, 5000 F (rupture in 94 hours) 
the overheats were applied every 5 hours. 

(2) The accumulative damage of overheats was established by stopping 
the overheats after various amounts of the total rupture life had been 
used up. The tes t s were then allowed to proceed to rupture at a constant 
load at 1,5000 F. This procedure enabled t he development of curves of 
percent of the nominal life at 1,5000 F against the amount of overheating. 

(3) The relation of the occurrence of overheat ing to the degree to 
which creep had proceeded at 1,5000 F was checked by delaying overheat s 
unt il the second s t age of creep. This provides information as to whether 
there is a difference in the damage from overheats depending on the degree 
of prior service. 

As part of this procedure, specimens were overheated before starting 
t he rupture tests at 1, 5000 F. This type of t est would primarily indi­
cate whether such experiments provide reliable data regarding the effects 
of overheats during service . 
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(4) Tests were also carried out in which the load was removed and 
reapplied as in the overheat cycles without changing the temperature. 
These tests provide data as to the possible influence of cycling the 
load alone. 

In addition to rupture-time changes, data were also obtained for 
the influence of the overheats on elongation and on the creep character­
istics in the rupture tests. 

Overheating in Presence of Stress to Establish 

Stress Damage 

Consideration of the characteristics of stress and rupture time at 
the overheat temperatures indicated that the total rupture times under 
the basic test stresses would be as follOWS: 

Normal rupture Rupture time, hr, at overheat 
Stress, 

time at 1,5000 F, temperature of -
psi 

hr 
1,6500 F 1,8000 F 1,9000 F 2,0000 F 

12,500 >10,000 150 3·1 0.25 0.04 
16,200 1,210 27 .65 .067 ~ 
18,000 500 14 .3 ~ a>'l' 
22,000 94 3.8 aAt T a>'l' ~ 

aT, tensile strength. 

These data immediately make it clear that overheating to 1,8000 F or 
above under the stresses used for rupture at 1,5000 F in time periods 
up to 1,000 hours would use up a very large proportion of the available 
rupture life. In other words, the time under stress at the overheat 
temperature would largely govern rupture life. For instance, the rupture 
time at 1,9000 F under 16,200 psi is only 4 minutes. One 2-minute over­
heat to 1,9000 F under this stress would use up half of the available 
rupture life. Obviously, 16,200 psi is above the ultimate tensile 
strength at 2,0000 F and 18,000 and 22,000 psi are above it at both 

o . 0 1,900 and 2,000 F. 

Consideration of the problem involved led to a restricted test pro­
gram designed to determine if addition of the temperature damage together 
with the percentage of rupture life used up during the time at the over­
heat temperature could be used to predict rupture time. In order to 
reduce the testing time as much as possible, it was decided to use 
18,000 psi, the stress at 1,5000 F causing rupture in 500 hours. Any 

--- -_._-- -------
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higher stress would have so shortened the normal rupture time that it 
would be difficult to develop significant data. 
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A schedule of overheating twice each day for 2 minutes was adopted. 
For tests with an overheat temperature of 1,6500 F, it was decided to 
leave the stress at 18,000 psi and determine the number of overheats to 
cause fracture. Even if the test lasted 500 hours the total time at 
1,6500 F would be only 84 minutes in comparison with the total rupture 
time of 14 hours at 1,6500 F for an 18,ooo-psi stress. 

For overheating at 1,8000 F, however, it was necessary to reduce 
the stress in order . to restrict the damage from creep at 1,8000 F to a 
level where the temperature damage would also be significant. The pro­
cedure of reducing the stress to 12,500 psi during overheats was adopted 
using the following reasoning: 

(a) The time and stress at 1,8000 F were selected to use up 30 per­
cent of the total rupture time at 1,8000 F. This then ought to reduce 
the rupture time to 350 hours at 1,5000 F in the absence of any other 
effect. 

bb) There would be 29 overheats in 350 hours with a total time at 
1,800 F of 58 minutes. 

(c) The stress causing rupture in 58/0.3 
was 12,500 psi. (See table I.) 

193 minutes at 1,8000 F 

The curves of stress against rupture time for tests at constant loads 
and constant temperatures were all established~y the usual practice of 
bringing the specimen to temperature in the furnace, adjusting the temper­
ature, and then loading. This involved several hours of heating prior to 
loading. A few tests were run in which the temperature was attained by 
resistance heating to see if this altered the short-time, high-temperature, 
rupture characteristics. 

MATERIAL 

The material for this investigation was 7/8-inch bar stock from 
commercial heat A6507 made by the Universal Cyclops Steel Corp. and 
supplied gratis by the Thomson Laboratory of the General Electric Co. 
~ts analysis was reported to be as follows: 

J 
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Chemical composition, weight percent 

C Mn Si Cr Ni Co Mo W Cb Fe 

0.42 1.37 0 . 58 20 . 00 20 . 40 Balance 3 . 93 3 · 57 3 · 50 3 . 90 

Initially, it was f ound that the standard heat treatment (1 hour at 
2,1500 F then water - quenched plus 12 hours at 1,4000 F and ai r - cooled) 
on this stock produced nonuniform grain size known to cause unpredictably 
variable rupture properties . To avoid thi s difficulty and to produce 
more uniform material, the 7/ 8-inch bar stock was hot - rolled to 1/ 2- inch 
broken- cornered squares at the University of Michigan . The rolling was 
done from 2,1500 F with one reheat . This material had the f ollowing 
average rupture strengths in comparison with published values for the 
alloy : 

Time for rupture, Strength of Range of strengths 
test stock, reported (ref . 1), 

hr 
psi psi 

100 21,500 19, 000 to 26, 000 
1 , 000 16, 500 15, 000 t o 22, 000 

EXPERIMENTAL TECHNIQUES 

The conduct of such an investigation required the modification of 
existing equipment and techniques to include the flexibility necessary 
for the many aspects considered. 

Tes ting Equipment 

The creep- rupture testing was carried out in conventional beam- loaded 
creep- rupture units using specimens with a 0 . 250- inch diameter and l - inch 
gage length . Each s ampl e was accurately measured before t e s t i ng . Time ­
elongation data were taken during the tests by the use of a modi fied 
Martens - type optical extens ometer wi th a sensitivi ty of ±0 . 00001 inch . 
The units were equipped with automatica lly control led res i s tance furnaces . 
Temperature variations along the gage length were held to ±3° F. For all 
tes ts the furnaces were turned on and al lowed to come t o temper at ure 
over night . The specimens were then placed in the hot furnace , brought 
on temper ature , and loaded in a maximum of 4 hours. 

- ----.-~- - ------ -------' 
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For overheat tests, the conventional units were modified to permit 
resistance heating of the specimens by passing heavy direct current 
through the sample. A 400-ampere, direct-current generator was used as 
a power supply. In order to avoid disturbing the specimen during the 
test, insulated terminal blocks were fastened to the frame of the unit 
level with the top and bottom of the furnace. From these terminals short 
leads were fastened to the top and bottom specimen holders before the 
test was started. Then, for overheating, it was necessary to attach the 
power supply leads to only the terminal blocks, completing the circuit 
to a generator field switch. The top specimen holder was insulated from 
the frame by means of a Transite insert. The whole circui t was grounded 
either through the beam or through an attached ground wire. A photograph 
of a unit is shown as figure 1. 

In order to follow the temperature accurately during an overheat, a 
welding technique (ref. 2) was employed using Chromel-Alumel thermocouples 
and an electronic indicating potentiometer. A schematic sketch of this 
arrangement is shown as figure 2. A problem stemmed from two factors. 
In order to follow the rapidly changing temperatures during an overheat 
cycle and effect accurate control, the thermocouple wires had to be welded 
to the sample. This was done with a percussion-type welder. The welded 
attachment maintained the thermocouple bead in contact with the specimen 
as reduction in cross section occurred by creep during the tests. In 
welding the thermocouple wires on the specimen, however, any minute error 
in positioning either wire caused the direct current from the generator 
to impress an electromotive force on the thermocouple circuit. This 
electromotive force varied with the magnitude of the placement error and 
appeared on the temperature indicator as a temperature effect. To avoid 
thiS, t wo Alumel wires were employed, one deliberately placed on either 
side of the single Chromel wire. By connecting these two Alumel wires 
to the extremes of a variable resistance, the variable tap could be 
adjusted so that the two electromotive forces obtained cancelled each 
other, leaving only the thermal electromotive force impressed on the 
indicator. 

Checks were made of the original calibration and the maintenance of 
calibration of the thermocouples. The system used gave accurate tempera­
ture measurements as installed. The 'cyclic overheats did not change the 
calibration, by any more than 10 F at any of the temperatures. 

Overheating Procedures 

This investigation included three types of overheats: Overheats 
before testing, overheats in the absence of stress, and overheats in the 
presence of stress. Each type required a different procedure involving 
the equipment described above. 

_J 



8 NACA TN 4081 

Overheats before testing.- Overheating before testing was done in 
two ways depending on the duration and temperature of overheating. The 
procedures used were as follows: 

(1) Tests of specimens overheated to 1,6000 F for long time periods 
were loaded in the creep furnace exactly as for a creep-rupture test. 
After being brought on temperature at 1,5000 F, the furnace temperature 
was raised rapidly to 1,6000 F, held for the desired time period, and 
then cooled to 1,5000 F. The load was then applied and the test run to 
rupture. 

(2) Samples overheated to 1,6000 F for short time periods and all 
samples overheated to 1,8000 and 2,0000 F before testing were prepared 
in the following manner. A thermocouple was attached to each sample. 
A heat-treating furnace was brought on temperature and held to assure 
equilibrium. The samples were then placed in the furnace and the time 
counted from the point at which the temperature indicated by the attached 
thermocouple reached 100 F below the equilibrium furnace temperature. 
Following completion of the desired time at temperature, the specimens 
were removed from the furnace and air-cooled. They were then set up and 
the test run as a standard creep-rupture test. 

Overheats in absence of stress.- All overheating done in the absence 
of stress was of a cyclic nature where the described cycle was repeated 
a predetermined number of times. For these tests the specimens were pre­
pared with a thermoco~ple welded at the center as described previously 
and an additional thermocouple mech~nically attached at each end of the 
reduced section for checks on temperature distribution along the gage 
length. They were placed in the creep furnace and started exactly as in 
a normal creep-rupture test except that the short power leads were attached 
to the specimen holders before s t ressing. Then, after the completion of 
the desired time period before the first overheat, the following procedure 
was followed in performing an overheat: 

(1) The temperature was checked and an elongation reading was made. 
At this time, the power leads from the generator were attached to the unit 
and the welded thermocouple was connected to the indicating potentiometer. 

(2) The. load was removed. 

(3) After a 60-second time lapse during which the furnace input was 
cut back and the thermocouple circuit checked, the heating cycle was 
initiated by applying the maximum generator output of 400 amperes to the 
specimen. When the desired overheat temperature was attained the generator 
output was cut back to a value just sufficient to maintain temperature. 
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(4) At the end of the established cycle duration the power supply 
was cut off and the specimen allowed to cool. No forced cooling was 
employed other than that supplied by having allowed the furnace tempera­
ture to fall below 1,)000 F when the input was reduced in step (3). 

(5) The load was reapplied when the temperature reached 1,5100 F, 
since this time was more nearly constant than the time to reach 1, 500b F, 
and the furnace input was manipulated to bring the temperature on at 
1,5000 F as soon as possible. 

(6) When temperature equilibrium was rees tablished a t 1,5000 F, 
elongation measurements were taken again and the test continued to the 
next cycle. In plott ing the time- elongation data, this reading after 
reapplication of the load was assumed to be at the same total deforma­
tion as the reading taken just prior to removal of the load at the 
beginning of the cycle. 

(7) Typical time -temperature changes for overheats of 2 minutes to 
each of the temperatures used are shown in figure 3. 

Overheats in presence of stress.- With a few exceptions in technique, 
tes ts of specimens overheated in the presence of stress were performed 
exactly as were the ones where stress was absent during overheats. The 
only difference was the omission of the steps involving removal and reap­
plication of the load. Deformation measurements were made before each 
cycle and again after equilibrium was reestablished at 1, 5000 F to measure 
the deformation which occurred during each overheat cycle. 

Metallurgical Studies 

The chief tool used in evaluating the cause of the observed effects 
of overheating was microstructural examination of the test samples. 
Longitudinal sections of the fractured specimens were cut from the gage 
length at the fracture. These were mounted and mechanically polished 
after grinding the cut surfaces to remove any cold-work left by the cutoff 
operation. The polished surface was then etched by immersion for about 
10 seconds in a mixture containing 92 percent hydrochloric acid, 5 per­
cent sulfuric aCid, and 3 percent nitric acid. Photomicrographs were 
taken at magnifications of 100 and 1,000 to show both the general overall 
structure and the details of the preCipitates present in each sample. 
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RESULTS AND DISCUSSION 

The test results definitely show that for S- 816 alloy at 1 , 5000 F 
there is a reduction in rupture life due to overheat-temperature effects 
as well as a loss in life due to the presence of stress during overheating. 

Rupture Properties of Test Material 

All evaluations of overheat effects had to be based on changes in 
rupture time. The basic rupture- time data for tests without overheats 
are given in table I and shown as curves of stress against rupture time 
by figures 4 and 5. The objective of these tests was to establish rup­
ture times for the various stresses used in the investigation. 

A number of tests was carried out at 1,5000 F to obtain an indica­
tion of the changes in rupture times which would be significant . The 
range in rupture times (fig. 5) was from 75 to 115 percent of the average 
rupture life at either 22,000 or 16,200 psi. Thus, for a measured change 
in rupture life from overheating to be significant, it has to be at least 
more than this range. 

There was also need to know the rupture time under the stresses of 
interest at the overheat temperatures. The tests conducted gave the 
results shown by table I and figure 4. The main use of these data was 
to establish the relation of the time under stress at the overheat tem­
perature to the time for rupture for the stress . In general, the scatter 
in the rupture times at these higher temperatures was not well established. 

The original intent was to carry out tests in which all stress was 
removed during the overheat cycle, using stresses at 1,5000 F which 
normally cause rupture in 100 and 1,000 hours. The stresses actually 
used, 22,000 and 16,200 psi, were selected before the range in properties 
was available . Consequently, the average rupture times turned out to be 
slightly different from 100 and 1,000 hours . 

Overheating in Absence of Stress 

Overheats were conducted in the absence of stress to 1,6500, 1,8000 , 
1,9000 , and 2, 0000 F. Stresses of both 16,200 (stress for rupture in 
1,210 hours) and 22,000 psi (stress for rupture in 94 hours) were used 
at 1,5000 F. In most of the tests, the load was removed and the specimens 
overheated for 2 minutes , cooled back to 1,5000 F, and reloaded every 
12 hours for the tests under 16, 200 psi . For the 22 , OOO- psi tests, the 
overheats were applied every 5 hours . Tests were also carried out for 

I 
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material overheated before tes ting. Load cycling wi thout temperature 
change at 1,5000 F was also s tudied t o learn how much effect the removal 
and reapplication of the load had on rupture time . 

In addition to the changes in rupt ure time due to overheating, infor­
mation was obtained on i ts effect on elongation in the rupture tests, 
effect on creep curves, and effect on the time to reach a given total 
deformation . 

Effect on ru ture life at 1 5000 F of overheatin in absence of 
stress. - The data table II and figs . t o clearly show that when the 
stress is removed from the S- 816 alloy during a rupture tes t at 1,5000 F 
and the specimen is briefly heated to higher temper atures , cooled back to 
1,5000 F, and restressed there is reduction in rupture life at 1,5000 F 
in comparison wi th that obtained in the usual tes t at constant load and 
constant temperature . The degree to which rupture life was reduced was 
a function of the conditions under which t he overheating occurred : 

(1) For specimens which were overheated periodically during the 
entire test (fig . 6 ), the degree of reduction of time for rupture 
increased as the overheat temperature was increased . Overheating to 
1,6500 F had little effect on the rupture time, while overheating to 
1,8000 and 1,9000 F caused significant reductions. Overheating to 2, 0000 F 
resulted in the most severe damage, the rupture times being reduced to 288 
from 1,210 hours for a stress of 16,200 psi and to 25 from 94 hours for 
a stress of 22,000 psi. The data suggest that the overheating may also 
increase the slope of the curves of stress against rupture time somewhat . 

One way to appreciate the magnitude of the effect of overheating is 
to consider the change in rupture strengths indicated by the cyclically 
overheated tests of figure 6. Continuous cycling to failure using the 
two schedules at the 22,DOO- and 16,200-psi stresses gives the following 
values: 

Overheat Stress for r upture , psi, at 1,5000 F in -
temperature , 

OF 100 hr 1 , 000 hr 

None 21, 500 16, 50 0 
1,650 21, 500 16, 000 
1,800 20 , 800 14, 800 
1,900 20, 000 13, 800 
2,000 18 , 300 13, 800 

- - -----
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These figures represent the maximum effects observed . Lesser amounts of 
overheat ing reduced the strength less . Consideration of these rupt ure 
strengths is perhaps more realistic than consideration of rupture times 
which are subject to much wider variations . It should also be recognized 
that the frequency of overheating could influence the results and the 
above values are for the specific conditions used in the tests . 

(2) For anyone temperature of overheating, the percent of damage 
for a given amount of overheating appeared to be greater for tests run 
a t 16,200 psi than for those run at 22,000 psi (fig. 7). While the dif­
ference in cycle frequency may have been a factor, the data obtained were 
not suffiCiently extensive to sUbstantiate it. 

(3) At each overheat temperature, the degree of reduction in life 
increased as the overheat cycling was continued for an increasing per­
centage of the total life at 1,5000 F (fig. 8) . The intermediate points 
represent tests in which overheating was stopped at the indicated accumu­
lated overheat time and the test allowed to continue to rupture at con­
s tant load and temperature without interruption. The test conditions for 
this generality should be kept in mind since the schedule of overheats in 
relation to the progress of the rupture test may influence the results. 
Therefore, it should be clearly recognized that the curves of figure 8 
on which this generality is based are for tests in which the 5- or 12-hour 
cycles of overheat were applied from the start of the tests. Also, as 
figure 3 shows, the accumulated time at overheat temperature also includes 
any effects due to being exposed to temperatures above 1,5000 F during 
heating and cooling. 

(4) Figure 8 also indicates that there was definite tendency, par­
ticularly for the tests run with a s t ress of 16,200 psi (rupture time of 
1,210 hours at 1,5000 F), for a saturation point for no further damage 
from additional overheating to exist . That is, there is for each temper­
a ture some amount of accumulated overheat time which caused maximum reduc­
tion of rupture time and overheating more than this amount did not result 
in any further dama§e . The one exception to this generality was tests 
overheated to 1,900 F, where no saturation effect was observed a t either 
stress. 

(5) The loss in life for the first few overheats increased markedly 
(fig. 8) as the overheat temperature was increased to 1 , 9000 and 2,0000 F. 
A limi ted number of overheat s at 1,6500 and 1,8000 F may have increased 
life slightly and certainly was not significantly harmful. Two overheats 
of 2-minute duration affected the rupture time at 1,5000 F for 16,200-psi 
stress as follow·s : 
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Overheat Rupture time at 
temperature, 0 1,500 F, 

of hr 

None al,210 
1,650 1,330 
1,800 1,210 
1,900 850 
2,000 360 

~ormal ' rupture test. 

(6) The effect of overheating at various points in the rupture life 
at 1,5000 F is not well established by the data. Overheating for a total 
of 5 cycles of 2 minutes to 1,8000 F with the first cycle delayed until 
160 hours had elapsed at 1, 5000 F under 16,200 psi gave slightly greater 
damage than is indicated by the curve for tests overheated at the start 
(figs. 7(b) and 8). The data are somewhat incomplet e at short overheat 
times to 1, 8000 F and this may not be truly significant. Delaying the 
s t art of overheating to 1,9000 F for the same amount of time apparently 
resulted in the opposi t e effect. That is, the test lasted longer than 
material overheated the same amount from the start (figs. 7(c) and 8) • 
This again was not significantly far from the curve drawn through the 
data for overheating continuously from the beginning of the test. 

( 7) The data obtained on mat erial preheated to the overheat tempera­
t ure and then rupture-tested in a normal fashion are presented in fig­
ures 9 and 10 together with some data on work of this type from other 
laboratories. In order to consider all of these data on a cornmon basis, 
calculations were made of the percent of normal rupture time obtained 
for each of the preheat conditions. All of the data then could be 
plot ted on a comparative basis. This may be somewhat questionable, how­
ever, since the curves have been drawn for percentage of life changes 
regardless of testing stresses which varied from 16,200 psi for the 
University of Michigan tests to the 25,000 psi used by General Electric 
Co. and Allegheny Ludlum Steel Corp. , It should also be noted that the 
curve for 1,6500 F preheating shown in figure 10 represents an interpola­
t ion in figure 9 between data at 1,6000 and 1,8000 F, since only limited 
data were available at this temperature. These two figures indicate the 
following: 

(a) Overheating prior to testing showed an increase in rupture 
life when the overheat temperature was 1,6000 or 1,6500 F. This 
suggests that the increase in life previously indicated for a limited 
number of overheats to 1,6500 F during rupture-testing was real and 
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not data scatter. It will be noted that the preheat tests at 
1,6000 F show that the amount of increase in life from heating to 
1,6000 F diminished with increased time of heating. Furthermore, 
comparison of the curves for overheats to 1,6500 F in figures 8 
and 10 shows remarkable agreement, indicating that for overheating 
to this temperature the effect is the same whether applied before 
testing or during the test. 

(b) For temperatures of 1,8000 F and higher, there is no ques­
tion that preheating does not give the same effect as overheating 
during the test. Comparison of figures 8 and 10 shows that cycling 
to these temperatures during the test results in more severe damage. 
The only possible exception to this would be short times at 1,8000 F. 

( 8) In all of the above tests the load was cycled as well as the 
temperature, introducing the possibility that load cycling alone appre­
ciably influenced results. To investigate this, a test was run at each 
of the two stresses during which the load was cycled with the same fre­
quency as in the overheat tests, but the temperature was kept constant 
at 1,5000 F. The results of these tests are given in table II and plotted 
in figure 8. Apparently life was reduced under the lower stress and 
increased under the higher stress. Both points lie just outside the range 
of values for ordinary rupture tests. It seems best to conclude that load 
cycling does have an effect but that it is relatively small in comparison 
with overheat effects when the overheat temperatures are 1,8000 to 2,0000 F. 

The difference in response to overheating at the two stresses may be 
partly the result of this load-cycling phenomenon. The tests at 22,000 psi 
showed less damage percentagewise for a given amount of overheating than 
those at 16,200 psi. By comparison, the test with load cycling at 22,000 
showed improvement in strength while that at 16,200 showed damage. The 
two effects seemed to be just large enough to suggest that both were sig­
nificant. Calculations of the percentage loss in life from overheating 
were carried out using the rupture times indicated by the cyclic-load 
tests instead of the nominal rupture times in constant-load tests. This 
did not bring the results any closer together for tests at 16,200- and 
22,000-psi stress. Consequently, it was concluded that load-cycling 
effects were not responsible for the lack of agreement on a percentage 
basis for temperature damage at the two stress levels. 

Effect on elongation.- Measurements of total elongation at fracture 
are included in the respective tables for each type of overheating. Fig­
ures ll(a) and ll(b) show these data for tests at 16,200 and 22,000 psi, 
respectively. The following generalities are indicated by figure ll(a) 
for tests under 16,200 psi: 

~l) The tests of specimens cyclically overheated to temperatures from 
1,650 to 2,0000 F indicated the following trends:" 

• 
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(a) Overheating limited times t o 1, 8000 , 1,9000, and 2,0000 F 
reduced elongation in the rupture tests at 1,5000 F . The effect 
increased wi t h overheat t emperat ure. Apparent ly, overheating to 
1,6500 F had little effect. 

(b) Increasing the number of overheats at the higher tempera­
t ures result ed in an increase in elongation back toward the nominal 
s t eady- temperature rupture-test values. It a lmost appears as if 
sat uration in rupt ure-time damage results in normal ductility. 

( c) Delayed overheats and simple load cycling at 1,5000 F also 
r educed ductili t y but in a somewhat erratic manner. 

(2 ) Preheating before testing did not reduce ductili t y as much as 
did cyclic overheating and, in some cases, increased the ductility over 
t hat of a normal test. The tests at 1,6000 F for the shorter time periods 
did indicate a possible slight reduction. 

The data for t ests under 22,000 psi (fig. ll(b)), alt hough rat her 
sparse, indicate t ha t , wi t h the possible exception of overheat ing to 
1, 6500 F, overheating resulted in a decrease in ductility for all the 
t emperatures considered. This decrease was greater the longer the time 
of overheating . Therefore, the effects of overheating on ductility at 
1, 5000 F seem to vary depending on the stress level at 1,5000 F or pos­
sibly the frequency of overheating. 

Effect on creep curves of overheating in absence of stress .- Creep 
dat a were taken for all tests. The time-elongation plots of t hese data 
are present ed in figUres 12 and 13. In figure 12 every point plotted 
for t he overheat tests represents an overheat . In figure 13 the points 
indicating overheats are plotted only during the limi t ed periods t hat 
overheat ing was involved in the test. Points noted as s t andard creep 
readings are routine measurements t aken aft er overheating had been dis­
continued or before overheating was begun. Also included in these fig­
ures is the curve for no overheats and that for overheating to failure. 
From consideration of thes e figures the follOWing generalities can be 
made: 

(1) For cyclic overheating continuously to failure from t he beginning 
of the test (fig. 12), creep was accelerated with the degree of accelera­
tion increasing as the overheat temperature increased from 1,6500 t o 
2,0000 F. This generality was influenced by the 1,5000 F stress level in 
the following way: 

(a) At a stress of 16,200 psi, overheating apparently increased 
creep from the start of the tests (fig . 12(a)). 
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(b) When the stress at 1,5000 F was 22,000 psi, it appeared 
as if little effect occurred until considerable overheating had 
accumulated (fig. 12(b)), except when the overheat temperature was 
2,0000 F. At this temperature, the creep curve showed faster creep 
from the first overheat. 

(2) The effects of limited amounts of overheating (fig. 13) are con­
siderably more difficult to generalize. This arises from the complexity 
of the situation as well as from the scarcity of data. The following 
statements are made on the basis of tests overheated from the start of 
the tests: 

(a) Stopping overheats before rupture never resulted in an 
increase in rate of creep over that of /continuing overheats to 
fracture. 

(b) If the accumulated overheat time before stopping the over­
heating was sufficient for maximum damage to rupture strength, the 
rate of creep afterwards was essentially the same as if overheats 
were continued to rupture. 

(c) If the accumulated overheat time was not sufficient to 
reach a maximum reduction in rupture strength, creep rates decreased 
after the overheats below those characteristic of continued over­
heating. The rates, however, always were higher than for tests with 
no overheats at an equivalent total deformation. From this it 
appears that limiting overheats according to the schedule of the 
experiments can be expected to increase creep after overheat in 
proportion to the degree of damage from overheating. 

(3) Delaying the start of overheating as well as limiting the number 
of overheats introduces a far more complex situation. This could be 
expected to lead to the following sequence of events: 

(a) Creep will proceed to the point of overheating as indicated 
by normal constant-temperature tests. 

(b) During the overheating, creep accelerates to approximately 
the same rate as in continuously overheated tests at the same total 
deformation. This, however, is based on only two tests, both at 
the 16,200-psi stress level (figs. 13(c) and 13(e)). 

(c) The creep rates remained higher after stopping the overheats 
than for the tests without overheats but were lower than for con­
tinuously overheated material. As far as could be judged, the 
effects were similar in magnitude to an equivalent amount of over­
heat from the start of the tests. 
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The test with one overheat of 5-minute duration at 1,8000 F after 

prior creep for 315 hours (fig. 13(c)) fairly well agrees with the above 

generalization. The exact magnitude of the effect appears, however, to 

have been exaggerated by an abnormally weak specimen for the test, as 

can be seen by comparing the creep curve prior to overheating with that 

for the normal rupture test. 

(4) Heating before starting the tests had 

as were noted in the tests for rupture times. 

and indicates the following results: 

the same types of effects 
Figure 14 shows these data 

(a) Heating at 1,6000 F increased creep resistance except for 

the J_ongest time of preheating. 

(b) Heating at 1,8000 and 2,0000 F reduced creep resistance 

but not as much as an equivalent amount of cyclic heating during 

the tests. 

(5) Cycling the load at 1,5000 F did not significantly alter the 

creep at 22,000 psi (fig . 12(b)). At 16,200 psi, however, there appeared 

to be a slight but significant increase in creep rate as a result of load 

cycling (fig . 12(a)) . 

Effect on time to reach a given total deformation of overheating in 

absence of stress.- Figures 15 and 16 present various plots of times to 

reach given values of total deformation taken from the creep curves of 

figures 12(a), 13(a), 13(c), 13( e) , and 13(g): 

(1) Figure 15 shows the time to reach a given amount of total defor­

mation as a function of the overheat temperature for tests which were 

cycled in the absence of stress every 12 hours until failure occurred at 

1,5000 F and 16, 200 psi. The creep curves from which these points were 

taken are in figure 12(a). The f ollowing points may be noted from 

figure 15: 

(a) As the overhea t temperat ure increased, t he time to reach 

any of the indicated deformations became less. This decrease in 

time was quite uniform on the logarithmic time scale. That is, the 

curves for different amounts of deformation remained roughly parallel 

over the entire temperature range. 

(b) In terms of actual time increments, this reduction in time 

represents a rather severe effect. For example, the time to reach 

l-percent strain in the normal rupture test was 40 hours. For the 

test overheated to 2,0000 F, this time was 12 hours, a decrease of 

60 percent . Proportional reductions can be observed for lower over­

heat temperatures and different values of deformation. 
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(2) Figure 16 shows the effect of increasing amounts of overheating 
on the time required to reach a given total deformation. These curves 
show for limited overheating from the start of the test that as the num­
ber of overheats is increased the time to reach a given deformation iso 
reduced. The maximum reduction in this time, under the fixed overheating 
schedule employed, was reached when overheating was continued until the 
total deformation of interest was reached. As a result of this fixed 
schedule, the maximum change in the time required to reach a given defor­
mation was fixed by the number of overheats that was possible before this 
deformation was attained. As the amount of total deformation considered 
increased, there was time for more overheats and, therefore, opportunity 
for a more severe decrease in the time required to reach this deformation. 
The straight line sketched in on each plot at which the curves terminate 
is thus merely a plot of the maximum number of overheats which could be 
accumulated at any time under the schedule which was used. 

The following additional points should be noted regarding the con­
struction of these figures: 

(a) Data for these figures were taken from the creep curves of 
figures 13(a) , 13(c), 13(e), and 13(g) and thus are specifically 
indicative only of results obtained using the cycles employed for 
these tests, that is, one overheat every 12 hours from the start 
of the test in the absence of stress with the stress at 1,5000 F 
being 16,200 psi. 

(b) For many conditions data were not available. In these 
cases, the best curve possible was sketched through the existing 
points, taking account of its relation to the other existing curves 
around it. 

Overheating in Presence of Stress 

The purpose of the portion of the overall program devoted to over­
heating in the presence of stress was to determine the way in which the 
effect of stress combines with the tempeorature effects as discussed in 
the preceding section to produce a given final test result. The data 
for these tests are given in table IV. Creep curves for the tests are 
shown in figures 17 and 18. 

The amount of testing where overheats were conducted in the presence 
of stress was rather limited. The general approach was to determine if 
the calculated amount of rupture life used up by creep plus the loss by 
temperature damage would account for the observed rupture times. Proof 
or disproof of this possibili t y by a few tests was thought t o be the 
best way to develop general principles from the relatively few tests 
possible wi thin the limitations of the program. 

• 
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Principle of calculation.- In analyzing the data obtained from these 
tests , the following general formula was postulated and applied: 

where 

time for rupture in overheat test 

normal time for rupture under stress used at 1, 5000 F 

reduction in rupture time resulting from temperature damage 
during overheat 

reduction in rupture time r esulting from presence of stress at 
overheat temperature 

These factors were evaluated as follows: 

(1) The life lost due to temperature cycling dt was estimated from 
the measured effects of cyclic overheating in the absence of stress 
accumulated in the previous s e ction. Because the overheats under stress 
were conducted at 1,5000 F under a stress of 18,000 psi (average rupture 
time, 500 hours), it was necessary to estimate the damage effect from 
the available data on tests conducted at 22,000 and 16,200 psi. This 
was done by averaging the percentage reduction in life by cycling at 
both stresses. 

(2) The percent of life used up under stress at the overheat temper­
ature ds was calculated by dividing the total time under stress a t the 
overheat temperature by the normal rupt ure time under the stress at the 
overheat temperature. The total t ime under stress was obtained by summing 
the number of 2-minute overheats applied. 

Results for overheating to 1,6500 Y.- One test was conducted with 
overheats to 1,650° F holding the stress constant at 18,000 psi at both 
1, 5000 and 1,6500 F. The rupture time was 348 hours and the total number 
of overheat s was 27. The damage was computed as follows: 

(1) Computation of temperature damage: Consideration of the curves 
of loss in rupture life agains t accumulated time of overheating to 
1, 6500 F (fig. 8) indicates that no significant loss would be expected 
from 54 minutes at 1,6500 F. 
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(2) Computation of stress damage: 

(a) One test at l,650° F and l8,000 psi gave a normal rupture 
time of 852 minutes (l4.2 hours). 

(b) There were 27 2-minute overheats before rupture which is a 
total time of 54 minutes at l,650° F under l8,000 psi. 

(c) 54/852 = 6.4 percent of the total rupture life used up at 
l,650o F by creep. 

(3) The ranges in rupture times at l,500o F under l8,ooo psi indi­
cated by figure 5 for normal rupture tests, less a loss by stress damage 
of 6.4 percent for the time at l,650o F, were as follows: 

Average Minimum Maximum 

Normal rupture time, hr . . . . . · . · · · 495 360 570 
Reduced by 6.4 percent, hr . . . · · · · 463 337 534 

Rupture time of overheat test, hr · . · · · . . . . . . . . . . . 348 

The creep curves (fig. l7) show how the short overheats at l,6500 F add 
substantial amounts of creep and cause the creep curve to deviate from 
the constant-temperature creep curve at l,500o F. 

Results for overheating to l,800o F.- Three 
with overheats to l,800o F with stress present. 
was left at l8,00o psi and one overheat applied. 
347 hours. The computed damage was as follows: 

tests were conducted 
In one test the stress 

The rupture time was 

(l) Temperature damage: Two minutes at l,80oo F apparently had no 
significant effect on ruptlITe life as judged from figure 8. 

(2) Computation of stress damage: 

(a) Four rupture tests at l8,OOO psi and l,80oo F gave rupture 
times ranging from lO to 23 minutes. The two extremes were tests 
heated by resistance as in the overheat tests. Two tests brought 
to a uniform temperature of l,800o F in a furnace and then loaded 
as in a normal rupture test both had rupture times of l8 minutes 
(table I and fig. 4). 
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This indicates that t he usual stress-rupture test at 1,8000 F 
does not give values seriously different from the conditions of the 
overheat test and that the rupture time of 18 minutes could be used 
for computing stress damage. 

(b) Stress damage for one overheat of 2 minutes is 
2/18 = 11.1 percent of the total available rupture l i fe used up 
at 1, 8000 F. 

(3) Computation of expected life: 

Average Minimum Maximum 

Normal rupture time at 1,5000 F, hr · · · · 495 360 570 
Reduced by 11.1 percent, hr . . . . · · · · 440 319 506 

Rupture time of overheat test, hr . · · · · . . . . . . . . . . 347 

Two tests, in which the s t ress was reduced to 12,500 psi during the 
overheat cycles to 1,8000 F, gave rupture times of 156 and 187 hours. 
The computation of the damages yields as follows: 

(1) Computation of temperature damage: One of the two tests lasted 
for 14 cycles: the other , 13. This gives an average time at 1,8000 F 
of 27 minutes. Consideration of figure 8 indicates a life left after 
27 minutes of heating of approximately 60 percent of the normal life. 
This indicates that the damage due to temperature cycling was about 
40 percent of the available life. 

(2) Computation of stress damage: Testing in a normal rupture test 
at 12,500 psi and 1,8000 F gave rupture times ranging from 2.7 to 3.3 hours 
which averaged to 3.05 hours (see table r). This indicates a damage from 
27 minutes of 27/60/ 3 . 05 or about 15 percent of the available rupture life. 

(3) Computation of expected life: 'The total damage as calculated 
then is 40 + 15 percent or 55 percent, which should result in a rupture 
time 45 percent of normal. The values obtained were: 

Average Minimum Maximum 

Normal rupture life at 1,5000 F, hr · · · · 495 360 570 
Reduced by 55 percent, hr . . . . . · · · · 223 162 256 

Actual rupture time, hr . . . . . . · · · . . . . . . 187 and 156 

J 
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The creep curves for all three of these tests overheated to 1,8000 F 
under load appear in figure 18. The tests run with the stress reduced 
during the overheat show curves in good agreement with each other. The 
creep rates between overheats are accelerated over that obtained for a 
constant-temperature test, as would be expected from the combined effects 
of the temperature and stress on the creep properties. The test given 
a single overheat to 1,8000 F with full load also shows evidence that 
subsequent creep was accelerated by the stress damage during the overheat. 

Summarized results of overheats under stress.- The actual values 
for rupture with overheats under stress are all within the probable range 
of computed values although on the low side in every case. This could 
be a matter of chance or it could indicate that the actual damage is more 
than was indicated by the two principles used in computing the rupture 
times. It seems highly probable that computing rupture life by these 
principles gives quite good but somewhat high results. 

Probably the most important point to recognize is that substantial 
loss in life can occur with relatively small amounts of overheat when: 

(1) A stress which is relatively high in relation to the rupture 
s t rength at the overheat temperature is present during overheating. 

(2) The stress is relatively low but the overheat temperature is as 
high as 1,9000 to 2,0000 F where temperature alone can introduce large 
amounts of damage. 

Microstructural Effects 

Metallographic examinations of specimens after rupture indicated 
that overheating had two general visible effects: 

(1) Overheating to 1,6500 and lJ8000 F probably accelerated precip­
itation and agglomeration of the phase or phases which normally form 
during testing at 1,5000 F. (See figs. 19, 20(a), and 20(b).) Apparently 
continuous cycling every 12 hours to 1,6500 F had little effect on final 
structure while that at 1,8000 F broke up the network of precipitates in 
the grain boundaries. 

(2) Overheating to 1,9000 F continuously to rupture reduced the 
general precipitate and slightly agglomerated the grain-boundary preCip­
itates (fig. 20(c)). RaiSing the temperature to 2,0000 F nearly com­
pletely eliminated both general and grain-boundary preCipitation 
(fig. 20(d)). 

Figures 2l(a) and 2l(b) show that a few overheats to 1,9000 F gave 
intermediate amounts of restriction of general precipitation. In addition, 
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a very fine general background precipitate was present. Figures 21(c) 
and 21(d) show more or less the same thing where the tests were stopped 
at the end of the overheats and not carried to rupture. As would be 
expected, there was not so much precipitation in these samples, partic­
ularly when overheating was stopped after five cycles, because of the 
reduction of time at 1,5000 F where the major part of the precipitation 
occurs. The fine background precipitates present in the samples con­
tinued to rupture (figs. 21(a) and 21(b)) were absent. 

Figures 21(e), 21(f), and 21(g) show microstructures of samples 
given limited amounts of overheating to 2,0000 F. From these can be 
seen the restriction and coarsening of general preCipitates from 1 cycle 
of 2 minutes at 2,0000 F and a pronounced reduction in general precipita­
tion from 2 cycles and 10 cycles. In these specimens, it must be recog­
nized that there was opportunity for precipitation to take place at 
1,5000 F after temperature cycling was stopped. Figure 22 shows the 
complete absence of general precipitation when a sample was fractured 
at 2,0000 F in about an hour in a rupture test. 

Careful examination of the microstructure of samples overheated to 
1,9000 and 2,0000 F, particularly at 100 diameters, suggests increases 
in size of the columbium carbonitride particles as the amount of general 
precipitate decreases. 

The General Electric Co. had circulated a chart of photOmicrographs 
entitled "Overtemperature 8tudy of 8- 816 Alloy" showing "solution effects" 
in 8-816 alloy as a function of temperature and time. This has been used 
by several organizations to estimate temperatures of overheating. The 
General Electric chart was based on reheating material simply given the 
standard solution treatment and age at 1,4000 F. The tests of this 
investigation also had varying lengths of time at 1,5000 F under stress 
and most of the samples had ruptured at 1,5000 F. 

The curves from the General Electric chart have been reproduced in 
figure 23 and points from the present investigation have been superim­
posed. It will be noted that there is indication that more or less the 
same microstructural changes resulted from periodic overheating during 
rupture tests at 1,5000 F as are shown by the General Electric chart for 
simply reheating after aging. It was quite surprising that approximately 
the same total time was required for noticeable and reasonably complete 
disappearance of excess phases under the two conditions. The precipita­
tion and agglomeration during testing at 1,5000 F apparently did not 
alter the total time-temperature relationship for a given structure 
change. In making this comparison the accumulated total time for the 
2-minute overheats was used . 
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Mechanism of Damage from Overheating 

Overheating can change the strength of S-816 alloy by structural 
alteration and by using up available creep-rupture life through 
temperature-acclerated creep if stress is present during the overheat. 
Apparently, damage due to stress being present can be approximated quite 
closely by computing the percentage of the normal constant-temperature 
rupture time under stress at the overheat temperature. The mechanism 
for the loss in life due to structural changes induced by temperatures 
alone is less clear. 

The microstructure exhibited by the various specimens suggests that 
exposure to temperatures in the range of 1,6500 to 1,8000 F results first 
in accelerated precipitation at 1,5000 F followed by agglomeration and 
overaging. At 1,9000 to 2,0000 F, it almost appears as if solution of 
the excess phases occurs. Solution, however, is not by any means clearly 
established as the basic mechanism. 

One or two exposures of 2-minute duration to 2,0000 F reduced rupture 
life by a very large amount. It would seem that the reaction rate was 
rather rapid to be explained by solution of excess phases. Furthermore, 
experience with alloys of the type of the 8-816 alloy indicates that 
solution of excess phases does not reduce and usually increases rupture 
life. If simple solution were the answer, it would seem that overheating 
should not be so damaging. 

The very rapid rate of damage from overheating at 2,0000 F suggests 
that some critical precipitate dispersion was broken up. There is, 
furthermore, the inference that this is probably submicroscopic in nature. 
Most experience indicates that when precipitate particles become as large 
as those visible in 8-816 alloy they are incoherent and too widely dis­
persed to be very effective in retarding creep. It is believed that a 
good deal of the strength of 8-816 alloy at 1,5000 F is dependent on 
some submicroscopic coherent-type precipltate mechanism involving minor 
alloying elements such as carbon or nitrogen. Actually, there was metal­
lographic evidence of a fine preCipitate in those samples overheated to 
a limited extent to 1,9000 F. It seems highly probable that this precip­
itate represents agglomeration and growth of the critically dispersed 
coherent precipitates which are the major factor in variation of creep­
rupture strength of 8-816 alloy under the conditions of this investigation. 

There seemed to be considerable microscopiC evidence, under condi. 
tions of the cyclic overheats during tests at 1,5000 F, that solution of 
excess phases was not occurring. Instead, it appeared as if the columbium 
carbonitride particles were incr easing in size. It is believed that this 
probably was the major reason for the disappearance of excess phases from 
repeated overheats t o 2,0000 F. It seems quite possible that carbon 
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and/or nitrogen could react with columbium and precipitate out under the 
overheat conditions. This would remove the carbon and/or nitrogen from 
solution and they would not be available to form the usual carbides while 
at 1,5000 F. 

The damage from heating the alloy at 1,9000 to 2,0000 F seems to be 
sensitive to the prior history of the alloy. Heating at these tempera­
tures before testing is not as damaging as overheating during exposure 
to stress at 1,5000 F. There must be some reaction involved in the prior 
exposure to 1,5000 F or to creep at 1,5000 F. In this connection, other 
investigators of overheating have informally reported that overheat damage 
at these temperatures with even a small amount of stress present cannot 
be recovered by subsequent heat treatment at 2,150° F. This could be 
conveniently explained by the transfer of carbon and/or nitrogen to 
inactive columbium carbonitrides, as discussed in the preceding paragraph. 
Such compcunds would be expected to resist re-solution and prevent 
rejuvenation of high-temperature strength by heat treatment. The dif­
ficult part to explain is the absence of any permanent damage from pre­
heating to these temperatures before testing. There are a number of 
reasons to question simple solution as the cause of overheat damage. 

While the data are not conclusive and a good deal of speculation is 
involved, it seems probable that the temperature damage from overheating 
involved in structural changes can be summarized as follows: 

(1) Overheating to 1,6000 to 1,6500 F for short time periods increases 
creep resistance by acceleration of a submicroscopic coherent precipitate 
reaction involving carbon and/or nitrogen. Longer overheating to these 
temperatures apparently causes slight overaging and slight loss of 
strength. There seems to be a definite end point beyond which further 
overheating has no effect. 

(2) Increasing the overheat temperature to 1,8000 F increases the 
rate of overaging and the extent to which it progresses. This reaches a 
definite end point for a stress of 16,200 psi at 1,5000 F, for the over­
heat cycles used, beyond which further overheating has no effect. 

At the same time, there is an increase in the rate of formation and 
agglomeration of the microscopically visible precipitates which form a t 
1,5000 F. It is doubtful that an increase in the size of particles 
already visible microscopically has much effect on creep-rupture strength. 

(3) Increasing the overheat temperature to 1,9000 F increases the 
rate of overaging of the submicroscopic aging reaction. Visible particles 
develop as a result of limited overheating to this temperature. The end 
point of the reaction was not reached under the conditions of cyclic over­
heating used in this investigation. It was also apparently accelerated 
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and extended by either exposure t o 1,5000 F and for creep at this tem­
perature or cyclic overheats of short duration during creep-rupture tests 
at 1,5000 F. Such cyclic overheats caused more damage than simple heating 
at 1,9000 F prior to testing at 1,5000 F. 

At the same time, carbon and/or nitrogen starts to precipitate out 
on existing columbium carbonitrides. This begins to deplete the avail­
able carbon and/or nitrogen for precipitate formation while the material 
is at 1,.5000 F under stress. 

(4) Increasing the overheat temperature 
destroys the submicroscopic aging reaction. 
is required for this to occur when overheats 
at 1,5000 F. 

to 2,0000 F very rapidly 
Only very brief overheating 
occur during rupture tests 

The transfer of carbon and/or nitrogen to existing columbium carbo­
nitrides is accelerated at 2,0000 F. The time at 2,0000 F for cycles of 
2- minute duration twice a day was almost sufficient to transfer all the 
carbon and/or nitrogen to this inactive form and prevent precipitation 
at 1,5000 F. This also appears to be the ultimate end of the elements 
vital to the submicroscopic aging reaction. 

(5) The main effect of cyclic overheating during a test at 1,5000 F 
seems to be to carry the damaging reactions further than simple over­
heating before testing. The visible microstructural changes seem to be 
about the same in both cases. 

The data were carefully reviewed for evidence that recovery from 
strain-hardening arising from creep was a major factor in the temperature­
actuated overheat damage. It would be convenient to explain the results 
in terms of this phenomenon. This would get around the difficulty of 
unequal effects from overheating prior to and during tests at 1,5000 F 
for the same gross microstructural changes. However, for recovery to 
have been a major factor, it would be difficult to account for the satura­
tion gOints beyond which further overheating caused no more damage at 
1,650 , 1, 8000 , and 2,0000 F, but not at 1,9000 F. Recovery would be 
expected to operate as long as overheats were applied. To account for 
observed effects, only structural changes and not recovery would be 
important for temperatures up to 1,9000 F. At 1,9000 F, recovery would 
have to be slow and therefore effective throughout the tests . When the 
temperature was raised to 2,0000 F, recovery would have to be quite rapid 
and only effective for primary creep to account for the rapid saturation 
effect. The case for recovery being anywhere near as important as altera­
tion of a precipitate type of reaction seems doubtful. 
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Interpreta t ion of Results in Terms of Overheating 

in Gas Turbine s 

The testing program indicated that overheat ing to 1,650°, 1, 8000
, 

1,9000 , and 2 , 0000 F r educes creep- rupture life of S- 8l6 alloy. The 
degr ee of damage increas e s wi th temperature and t ime at temperature . 
Damage aris e s fr om structural changes induced in the alloy by tempera­
ture effects and, if a stress is present during overheat ing, by an 
accelerated loss of life by creep at the higher temperature . 

In a gas turbine overheating could occur at any t ime in t he creep­
rupture life of the metal. Presumably, the number of overheats would 
also be very limited in number . The following reasoning then could be 
used to analyze the probable effect of any specific case : 

(1) An overheat early in the life of the turbine could be evaluated 
from the data presented in this r eport. 

(2) If an appreciable percentage of the life had b een used up by 
normal service prior to overheating, t he data are less certain . Certainly 
only the subsequent service life would be affected . The data from this 
investigation cannot define the effects completely. Apparently, however, 
the damage is about the same anywhere in a t est. Consequently, the 
r emaining life would b e reduced and the overall life reduced proportion­
ally l ess. For S- 816 alloy at 1,5000 F, this is somewhat academic 
because the creep extension would be so large by the t i me the rupt ure 
life had been half used up that few applicat ions could stand this much 
deformation . Consequently , the data presented should cover the majority 
of applications . 

(3) Limi ted overheats of 2-minute duration early in creep- rupture 
life of S- 816 alloy would "reduce life at 1,5000 F by temperature damage 
as follows: 



28 NACA TN 4081 

Rupture time , hr , at 1,5000 F under 
Overheat stress normally caus i ng rupture in 

temperature , indicated time periods 
of 

100 hr 1,000 hr 

One 2-min overheat 

1 , 650 98 1 , 050 
1 , 800 95 1,030 
1 , 900 95 900 
2 , 000 85 350 

Two 2- min overheats 

1, 650 98 1,100 
1,800 90 1,000 
1,900 90 700 
2 , 000 75 300 

Five 2- min overheats 

1,650 95 1,200 
1 , 800 80 700 
1 , 900 80 550 
2 , 000 30 250 

It will be noted that one or two overheats have relatively little effect 
except at 2 , 0000 F. Also, the percentage loss increases with the nominal 
rupture time . 

In estimating damage from a ctual overheats, it could be expected 
that : 

(1) The percentage damage would increase with the increase in the 
nominal rupture times . Thus , if the actual operating stress allowed a 
normal rupture time of several thousand hours, then the reduction in 
life would b e more than the percentage indicated by the above figures . 

(2) The longer the service before overheating occurred , the less the 
total service life would be affected because only the remaining life would 
be changed . Possibly the remaining life would be reduced by about the 
same percentage as is indicated by the data in this report for overheating 
early in the rupture life . The little data available on delayed overheats 
tend to support this possibility . 
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It would seem that the most serious problem from a relatively few 
overheats insofar as creep-rupture life is concerned would be a rather 
high temperature or the presence of a relatively high stress during an 
overheat. 

Review of the data suggests that insofar as S-816 alloy at 1,5000 F 
is concerned, the probability is that a few short-duration overheats would 
not in most cases drastically reduce rupture strength. Thus, it is 
probable that in many cases other effects of overheating, such as thermal 
shock damage, will be far more important than the effects on creep-rupture 
properties. 

CONCLUSIONS 

The following conclusions were drawn from an investigation of over­
heating 8-816 alloy to temperatures of 1,6500, 1,8000 , 1,9000, and 
2,0000 F during the course of rupture tests at 1,5000 F: 

1. Overheating at temperatures up to 2,0000 F reduced rupture life 
of S-816 alloy at 1,5000 F. The loss in life increased with both tem­
perature and accumulated time of overheating. The only exception was 
some increase in rupture life from limited overheating to 1,6000 and 
1,6500 F in the absence of stress. 

2. The loss in rupture strength arises from both alteration of the 
alloy structure by temperature effects and, if stress is present, by 
the temperature acceleration of creep. The presence of appreciable 
s tress during overheating would be the predominant source of damage. 
Even very brief exposure at 1,8000 to 2,0000 F under the stresses nor­
mally causing rupture in 100 to 1,000 hours at 1,5000 F would either 
exhaust a large proportion of the rupture life or cause immediate rupture. 

3. Temperature alone can reduce rupture times at 1,5000 F to a 
pronounced extent. Two overheats to 2,0000 F of 2-minute duration with 
stress removed reduced the rupture time at 1,5000 F under 16,200 psi 
from an average of 1,210 hours to 349 hours. The effects were less at 
lower temperatures with the reduction from overheating at l,6500 F 
hardly being significant for even a large number of such overheats. 

4. The combined effects of temperature and creep damage for over­
heating in the presence of stress can be computed reasonably well. The 
loss in life from temperature cycling must be added to the loss in life 
by creep. Estimation of the temperature damage requires prior measure­
ment of the effect of overheat temperature on rupture time at 1,5000 F. 
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The creep damage can be estimated as the percent of total available rup­
t ure time at the overheat temperature represented by the actual time at 
the overheat temperature. 

5. Temperature alone induces internal structure changes which influ­
ence strength at 1,5000 F. Two overheats of 2-minute duration affected 
the rupture time at 1,5000 F for 16,200 psi as follows: 

Overheat Rupture time at 
temperature, 1,5000 F, 

OF hr 

None a l ,210 
1,650 1,330 
1, 800 1,210 
1,900 850 
2,000 360 

~ormal rupture test. 

Thus, one or two overheats become significant only when the temperature 
is 1,9000 F or higher. 

6. Cyclic overheating, with stress removed during the overheats, 
until fracture occurred at 1,5000 F disclosed that a saturation in damage 
occurred for temperatures of 1,6500 , 1,8000 , and 2,0000 F. After a spe­
cific number of overheats no further damage occurred. These saturation 
times were accumulated during tests under 16,200 psi (normal rupture 
time, 1,210 hours) at 1,5000 F but not for tests under 22,000 psi (normal 
rupture time, 94 hours). When overheated at 1,9000 F, saturation was not 
attained. 

7. Microstructural studies indicated that overheating to 1,6500 and 
1,8000 F accelerated the normal precipitation and agglomeration process 
which occurs during testing at 1,5000 F. Apparently heating to 1,9000 
and 2,0000 F caused some part of those alloying elements which partici­
pate in normal precipitate formation during testing at 1,5000 F, probably 
carbon and/or nitrogen, to be transferred to inactive columbium carbo­
nitrides. This reduces preCipitate formation during tests at 1,5000 F 
and, when the total time at 2,0000 F is sufficient to carry the reaction 
to completion, gives the appearance of a solution-treated structure. 
This, however, apparently does not account for the very pronounced loss 
in strength from very brief overheating at 2,0000 F. The main loss in 
rupture life occurred before the overheat time was extensive enough to 
cause a recognizable change in the microscopically visible structure of 

1 
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the alloy. This suggests that there is probably a submicroscopic coherent 
precipitate containing carbon and/or nitrogen which provides high strength 
and that this is destroyed by very limited heating to 2,0000 F. 

8. Repeated cyclic overheats cause the temperature damage to be more 
extensive and to occur faster than heating the test material to the same 
temperatures before testing. Consequently, overheating before testing 
cannot be used to predict temperature damage reliably in 8-816 alloy. 

9. A limited number of overheats at any time during the creep­
rupture life apparently has about the same effect as if they were applied 
early in the test. Because such overheats can affect only the future 
life after the overheat, the overall loss in life diminishes as over­
heating is delayed toward the end of the rupture test. 

University of Michigan, 
Ann Arbor, Mich., March 9, 1956. 
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TABLE I 

RUFTURE TESTS ON S- 816 ALLOY 

Temp . , Stress, Rupture time, Elongation, Reduction of area, 
of psi hr percent per cent 

1,500 15,400 1,628 40 47 

16,200 1, 110 43 52 
1,242 46 47 
1,215 50 49 
1, 268 47 30 

16,400 804 45 49 

17,500 507 46 49 

18,000 435 39 23 
600 45 26 

18, 500 364 38 24 

19,400 237 44 54 

19, 600 206 60 55 

21,600 95 61 50 

22, 000 106 50 43 
82 40 41 

22,600 65 62 50 

1,650 18,000 14. 2 37 l6 
25, 000 1.7 33 17 

1,800 11, 500 4 . 8 17 23 

12,500 2·7 27 23 
3. 0 26 12 
3. 1 26 13 
3. 3 25 9 

16, 200 . 6 17 22 
· 7 26 28 

18,000 . 30 27 2 
. 30 35 13 

a . 17 18 15 
a . 38 17 15 

1,900 l6, 200 . 07 26 21 

2, 000 6,000 . 92 24 11 
4, 000 4 . 8 19 6 

~ests run to rupture maintaining temper ature by resistance heat ing . 



TABLE II 

CYCLIC OVERHEATS IN ABSENCE OF STRESS ON S- 816 ALLOY 

[ All cycles 2 min . except those noted] 

NACA TN 4081 

Overheat No . of Rupture time, 
Fraction of Elongation, Reduction of area, 

temp . , rupture life , 
of cycles hr percent percent 

1 , 210- hr rupture stress of 16,200 psi 

1, 500 a69 828 . 9 68 . 5 34 

1,650 b76 894 . 2 73 .8 47 
8 1, 541.9 127. 3 48 

1, 800 b44 524 . 5 43 . 5 47 
25 467 . 1 38 . 6 44 
c5 677 . 7 56 . 0 35 d1 798 . 0 66 . 1 54 

2 1, 261.0 104 . 2 36 

1,900 b31 368. 5 30 . 4 36 
15 511.2 42 . 2 39 
c5 774 . 5 64 . 0 40 
3 677 . 2 56 . 0 34 
1 1, 051.8 87 . 0 32 

2,000 b24 287 . 8 23 · 7 42 
10 291.0 24 . 1 30 

5 315 . 6 26 . 1 29 
2 349 . 1 28 . 9 30 
1 438 . 6 36 . 2 28 

94-hr rupture s tress of 22, 000 psi 

1,500 a15 127· 9 136. 0 48 

1, 650 b16 84 . 3 89 . 7 46 
10 84 . 0 89 . 6 42 

5 90 . 0 95 . 7 35 

1,800 b13 66.3 70 . 5 32 
8 69 . 7 74 . 2 43 

1,900 
bn 55 . 8 59 . 4 33 

6 66 . 4 70 . 6 ( e) 

2,000 b
5 24 . 9 26 . 5 18 
3 58 . 6 62 . 3 33 

aSpecimen with load cycled at 1, 5000 F until failure . 
bOverheated to failure . 
cFirst overheat delayed until 160 hrs . 
d5-min cycle delayed 410 hrs. 
eSpecimen damaged when removed from holders . 

percent 

44 

31 
48 

36 
26 
32 

( e) 
24 

46 
40 
24 
24 
26 

26 
15 
17 
17 
20 

50 

23 
20 
20 

19 
23 

20 
20 

6 
16 
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TABLE III 

RUPTURE TESTS ON PREHEATED BARS OF S- 816 AlJJ)Y 

Preheat Preheat Rupture time Normal 
Elongation, Reduction of rupture temp . , duration, 

of hr percent of normal percent area, percent test min ( a) 

1,600 30 2,137 175 45 43 1 
60 1,586 130 42 41 1 

240 1,070 89 57 49 1 
240 49 91 25 40 3 

1,650 130 65 93 31 ( c) 2 
240 48 89 (b) (b) 3 

1,800 5 990 82 47 45 1 
10 68 97 33 ( c) 2 
20 1,056 87 42 39 1 

240 45 83 31 41 3 

1,950 7 34 49 31 ( c) 2 
240 37 69 (b) (b) 3 

2,000 10 923 77 55 43 1 
30 801 67 40 23 1 

240 35 65 30 46 3 

aNormal rupture tests : 

Designation Tests from - Stress, Time, Elongation, Reduction of 
psi hr percent area, percent 

1 Present investigation 16,200 
2 General Electric Co. 25,000 

(ref . 3) 
3 Allegheny Ludlum Steel 25,000 

Corp . (ref. 4) 

bRupture times interpolated from plot . 
cReduction of area not reported. 

TABLE IV 

1, 210 48 45 
65 28 (c) 

54 30 34 

OVERHEATS IN PRESENCE OF STRESS ON S- 816 AlJJ)y 

Normal Overheat Overheat No . of Rupture Elongation, Reduction of 
stress, stress, temp . , cycles time , percent area, percent 

psi psi of hr 

18,000 12, 500 1,800 14 187 38 22 
12,500 1,800 13 156 37 24 

18,000 18,000 1,800 1 347 44 23 

18,000 18,000 1,650 27 348 39 46 

Expected 
life , hr 

223 
223 

440 

463 

35 
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L-57-4145 
Figure 1.- Photograph showing creep-rupture unit modified for use in 

overheating by resistance heating. 
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Variable 
Resistance ~ 

~ 
Alumel~ ~ ________ ~ ____ ~--~ 

Indicating 
Potentiometer 

37 

.- Chromel 

Figure 2 .- Schematic wlrlng diagram of sys tem us ed for measurement of 
temperature during overheats to avoid extraneous e l ectromot ive force 
from heating current . 

--- - - - - - -



2,000 

1,900 

~ 
• 

- 1,800 
II) ... 
::I 
~ 

t1! ... 
II) 

0.. 
E 
~ 1,700 

1,600 

1,500 

/ 
/ 
/ / 
/ I 

/ / / 
j VI 
/ / / 

/ I II I 
/ j / I 

I / I L 
30 20 10 0 

Time, sec 

\ 
\ 

\ \ 
\ \ 

~\ \ 
\ \ \ 1\ 

\ ~\ \ 
\ ~ ~ ~ 
~ ~ ~ -....... ........ 

I---

234 
Time, min 

~ 
~ ......, 

~ t'-:::::::::----- t::::::--

5 6 

Figure 3.- Typica l t ime-temper ature curve s for overhea t s t o each of temperat ures employed. 

\>J 
CP 

!2: 
~ , 
~ l 
g 
r-' 



100 3 

80 

60 

40 

.... 
Ul 20 0.. 

-
~ 

o- j-. 1- __ 

Ul 
<1) 10 
~ .... 

Cfl 8 
---

6 

4 

2 '--- _1...- --

. 1 

--1---t- 1,650 of 

----.tt-~'i~ 
r-r--__ 

--_ 1,900 ~ I --.tL.. -1"_ F - . ...;:.,---- ---- - 2, 000 ° -
rZ-

r-

- - i-- - >-- -1---"-- - - -

10 
Tim e , hr 

- '-~ . 1,50 0 of 

'-~ 1---- -- r-- .--
------ I 

J 

-- - -f- - - I--- -I-- -_. 

100 1, 000 

Figure 4.- Normal cons t ant -temperature s t ress-rupture data at 1)500°) 1)650°) 1 ) 800°) 1)900°) 
and 2)000° F for 8- 816 experimental material. 

~ 
:x> 

~ 
+:-

~ 
I--' 

\>J 
\{) 



I 

L 

40x 10
3
r, -r~~------------~------r---~---.---r--r-.-'-'-----------~ 

30 

.... w 
C1l 

I· ::::. 
Po. 20 . 
• CI) 

V 
H 
~ 15 U) 

tf; -~2~0~~ -~~~-l---!~f-=i 5~-=Lh;~L'~'''':'4~_~_1 .. ~ -- - - ... - - - -"ao-: t> r- --I·-~tf!- ..... + ,- _____ ~'-----I ~ 18,0 16,'2u. . • 

10 
60 80 100 200 400 600 800 1.000 2,000 

Rupture time, hr 

Figure 5. - Curve of s tress agains t rupture time at 1, 5000 F for 8- 816 alloy showing ranges in 
rupture times predic ted by available test data for three s t r esses used in this investigation. 

+=­o 

~ 
(") 
;J> 

~ 
-F" 
g 
~ 



L _ 

50 3 

40 

..... 30 (J) 

p. 
~ 

(J) 

(J) 

Q) ,... 
20 ..... 

U'J 

-= .... ..... r:=:-::::-.. ~ - -

10 L- - - - -
20 40 60 80 100 

Overheat 
temp, of 

1,650 
1,800 
l,900 
2,00 0 

1,500 of 
c urve 

:::::::::: ~ - ~ r-r--- "-"1.. 
r- ::-_ -

200 
Rupture time, hr 

-

400 

F reque ncyof overheat cyclesl 
5 hr 12 hr 

I • <> 
I • 0 

• l:. 

• 0 
I 

r--
t::::---

- - ---

600 800 1,000 2,000 

Figure 6.- Influence of continued cyclic overheat ing to 1,650°, 1,800°, 1,900°, and 2,000° F in 
absence of s tress on rupture t ime at 1,500° F. Stress was removed during each 2-minute 
overheat. 

en 

~ 

f; 
:x> 

~ 
+" g 
r' 

+=­
r' 



100 , 

, .S 80 
S . 
I) 

S ... ... 
~ 60 I) 

A ... 
I) 

> o 
'0 
I) ... 
~ 40 
:j 

S 
:j 
u 
u 
< 

20 

o 

Stress 
psi 

0 16,200 

• 22,000 

~ft 

Overheat 
Cycle ~2 
12 hr 

5 hr 

\ 

\ 
\ 

\ 

~ 
\ 

"" 
" 

''\ 
\. 

1\ \0 
} 

\ /,/ 
V""""" 

. ~ , o - - -- --- .. o 
Fraction of normal rupture life, percent 

(a) Overheating to 1,6500 F. 

Figure 7.- Effect of amount of overheating to various temperatures on rupture life at 1,5000 F 
under stresses of 22,000 and 16,200 psi. Stress removed during 2-minute overheats applied 
every 5 and 12 hours. 

-F' 
I\) 

s;: 
() 

:x> 

~ 
-F' 
g 
r' 



Stresa. Overheat 100'~i--~--r--'---'--'---~--r---~~~~--~~~----1-
pai Cycle 

0 16,lOO 12 hr 
9 • 22,000 5 hr 

d indicates delay of firat cycle 
~ 80 for 160 hour a 

• single 5-min cycle delayed 
410 hours 

·s . 
tl e 
:a 
... 60 
II .s:= . ... 
t) 

> 
0 

"CJ 

0 
t) .... 
~ 40 

e 
~ 

1 

1 
\ 

(J 
(J 

< 
20 \ t 
o .... 

20 46 120 140 

Fraction of normal rupture life, percent 

(b) Overhea ting t o 1, 8000 F. 

Figure 7.- Continued. 

---- -

~ 
:x:-

~ 
+:-
0 
(J:) 
t-' 

+:­
\.)J 



100 

80 
~ .... 
8 

a 

II) 

8 .... .... 
60 .... 

C1I 
II) 

..c 
'"' Q:) 

> 
" '0 
II) 40 .... 
It! ..... 
:j 

8 
:j 
u 
u 
~ 

20 

o 0 20 

L_~ 

Stress, Overheat 
psi Cycle 

A 16,200 12 hr 

• 22,000 5 hr 

d indicates delay of first cycle for 
160 hours 

~ 

\ 
\ 

\ 
rv.. 

\ ~ ......... 
\ ............ 

~ "- Ad "'-
~ " ~ r-- A - ~--

40 60 80 100 120 140 

Fraction of normal rupture life, percent 

( c ) Overheati ng to 1 , 900° F. 

Figure 7.- Continued . 

+­+-

~ 
f;; 

~ 
+-g 
I-' 



I"~" -

10 
,.. 

s:l ·s 80 I 

. 
~ 

S ... .... 
.... 
~ 6 

..c: ... 
~ 

> o 
't:I 
~ .... 
nS 
3 4 
S 
:j 
u 
u 
« 

l 

I 

J 

) 

o 

~ 

, 

0 20 

Str ess, Overheat 
psi Cycle 

0 16,200 12 hr 

• 22.,000 5 hr 

.. 
'\ -- -

-..........n. ----f--- ::::: ...... 
40 60 "80 TIm- 1. :u 

Fraction of normal rupture life, percent 

(d) Overheat ing to 2 , 000° F . 

Figure 7. - Concluded . 

-- -- - --- --" - - -" -- ----- -- --- --- ---

14 o 

~ 
() 

:x> 

~ 
+:-
g 
r-' 

+=­
\J1 



46 

. 
I) .. 
B .. .. 
I) 

~ 
" .. 
." 
~ .. 
u 

~ 

40 

o 

-; 160 .. 
I) 

6 140 
'Q .. .. 
~ 1Z0 .. 
I) 

> o 
." 1 00 
I) .. 
~ e 80 
:s 
u 
u 
< 60 

40 

zo 

o 

Q 

~ 
0 
A 
0 
d 

• 

(a) 

(b) 

NAeA TN 4081 

Cond i tio n o f t e s t 

Lo a d cycle a t consta nt t emperature 
Ov e rhea t to 1, 6 500 F 
Overhe at to 1, 8 000 F 
Overhe at to 1, 90 00 F 
Ov e rheat t o 2, 00 00 F 
First o ve rhe at delay ed 160 hr 
Si n gl e 5-minute ov e rhe at d e layed 410 hr 

.... Rupture Test Range-. 
;> .. _ 136% 

\0 I I 
............ ~ '\ I 

......... 

~~ 1\ I 
I ~ I 

r---f--

~ " N - I-

"U 40 60 80 100 
Fraction of normal rupture life, percent 

~ .. Rupture Te.t Range .... 1 , 
\ 

i\ 

\ I 
\ 

0 ~ 
"- , 
~" I 

~ \ " ,I 
I !, 

~ i'... 
~ c~ ~-~ , ~--lZ7'o 

,.. ~ 1 .0- oJ--t/ 
ZO 40 60 80 11)0 

Fraction of normal rupture life, percent 

( a ) Tes t s at 1 , 500° F and 22, 000 psi (normal rupt ure time , 94 hours) 
us i ng 2-minute overhea t cycles every 5 hours. 

(b) Tests at 1, 500° F and 16,200 psi (normal r upture t i me , 1,210 hours ) 
using 2-minute overhea t cyc les every 12 hours . 

Figure 8.- Effec t of amount of overheat ing t o 1,650° , 1, 800°, 
and 2,000° F on rupt ure life a t 1, 500° F under s tresses of 
and 22,000 psi. Stress removed during over heat period. 

- - - - - ---- -

1,900°, 
16,200 



UM Data from this repor t 
G E Data from G ene r a l Elec t ric Co . ( ref. 3) 
AL Data from Allegh eny Ludlum Steel Corp . (ref. 4 ) 

200 

180 ... 
I:l 
II) 

u 160 
'"' II) 

Po. . 
~ 140 
;.:l 
II) 

'"' ::l 120 ... 
Po. 
::l 

'"' ";;I 100 
S 
'"' 0 

80 I:l 
..... 
0 

~ 
0 60 .... ... 
u 

~ 
'~ 00 -, ,~ 

....... 
............ 1.65 \ 

~ ~"./i' 
" ........ 

I'-......... '-- ~ -... 
)GE 

........ 
~~ ::!AL ( UM 1.800-F GE ~~ 0 

UM 
~ .....UM 2,o00-F .... AL 

~ P'lAL 
GE 1 q "o'-l" 

nj .-... 
tI.4 40 

20 

0 
6 R 10 20 40 60 80 100 200 400 600 800 1,( 00 

Preheat t i me, min 

Figure 9.- Change in rupture t i me due to overhea t i ng to 1,600°, 1,650°, 1,800°, 1,950°, and 
2,000° F prior t o tes ting. 

~ 
(") 

» 
~ 
+" a 
I-' 

+" 
-.J 



s:: .... 
S 

~ 

S .... ... ... 
cd 
v 
~ 
v ,.. 

0.. 

48 NACA TN 4081 

Preheat Temperature , of 

• 1,600 
<> 1,650 
0 1,800 

24 

22 

20 

O-{'"J - 0 2.000 
~ \ 

6 P oints obtained by 
interpo la tion from 

0 fi gure 9 . 

'\ 0 

\ 
18 0 

16 

14 

0 \ 
\ 0 

12 

10 

8 

6 

4 

2 

<> \ 0 

0 \ \ 
0 '\ /::; \ 

[\ '\ 
n. ~ 

\ ""-"--~ -0 

~ ~ "'" ~ ~ ) • 
0 4 

"n. 
'\ ./ [:7 
~ l.----' ---ro- ----= -

0 == 100 120 140 11 )0 ~ 60 80 
Fraction of rupture life. percent 

Fi gure l O.- Perc ent of rupture life left at l , 500o F after preheating 
f or various t i mes t o indi cated temper atures. 



~ 

Ove rheat temperat u r e , of Type of overheat 
Preh eat Cyclic 

1, 5 00 load cycle only 'V 
1, 6 50 0 
1,8 00 • 0 

! 1, 9 00 6 
2,00 0 • 0 

I First o ve rhe at d e l a y e d 160 hour s d 
~ 

50 
I 

<> ~r-
<> ~- ---I- ,-j- - t--- -r 

~ 
..... 
c 
Q) 

4 0 u 

'"' Q) 

0-

C 

""":::::-::::-- ~ 
y 

'-':---...-- .......... V / ~ .... ":- 1- ~ d ~ ~ - I""""--
'~I" '"""-- V ~ V ~ r"'- r---.. t-- --~ r-- ~~ r-- ~ ........... ~ ~ L / 

0 ..... ..... 
C1! 

............ ~ r--.. ~ V 9 t-- I--

bO 3 0 c ~ .......... ~ 
0 ...... 

(xl 
-

20 
o 1 2 4 6 8 10 20 4 0 6 0 8 0 10 0 200 

Time at indicate d t empe ratur e , m in 

(a) 16 ,200-psi s t r e ss. Cyclic tes t s r eceived one 2-minute overheat every 12 hours in absence 
of s tre s s . 

Figure 11.- Effect of t i me at indicated temperature on elongati on at rupture under 1,5000 F and 
16,200 and 22 , 000 psi. Points on zer o axi s correspond to data in table I. 

rii 

~ 
() 

~ 

~ 
+" g 
t-' 

+­
\0 



5 n 

4 Oil 

.... 
I=; 
(1) 

U 
h 
V 
~ 

3 0 
~ 
0 .... .... 
CII 
llD 
Q 
0 -W 

2 0 

o 

Overheat Temperatur e . of I 
1, 500 load cycle only v 
1,650 <> -
1,800 0 

1,900 A 
2.,000 0 r-

~V 
~ 

\ 

'~ / 
\ 

7~ ~ \ 
\ 

/ \\ \ 

\ 
\ ~ 

\ 

\ 
\ 

r-.... --
\ 

2 4 6 8 10 20 40 60 80 100 
Time at indicated temperature, min 

(b) 22 , OOO- ps i s tress . Tes t s received one 2-minute over heat every 
5 hours in absence of s tress. 

Figure 11 .- Concluded. 

. 1 

\Jl 
o 

~ 
&; 

~ 
+:-
a 
r-' 



.30 

.28 

.26 

.24 

.22 

.20 

. 18 

.16 
d 

<:! .s .1-4 
.= 

.~ 
... • 12 
oo 

" .9 
w .10 

.08 

.06 

.04 

.02 

I 
II 

J j 
i/; ~ 

j ~ ~ 
~ ~ 

00 100 

... . . . . ....... ... ...... . . ! 
T e at Condition. 

, 

-l' Standard Rupture Tea t 

288 hr 
v Load Cycle Only 

p <> 1,650·F Overheat 
0 1,800·F Overheat 

IA.oOO0F 

P~9 hr 
A 1,900"F Overheat 
D 2,OOO"F Overheat 

p ~ 894 hn; 
1900°F 29 hr 

'1 f f ~25I'1hl 1,650"F I~ 
(Load cycle) 

j 1 
IY It 

~ f', 

j I 
II Its / ~ 

V cJfcP 

~ cI~ 
./''P 

~ ~ 
'('-' 

~ ~ 
ItP' 

s:f,. V 
~ p:--

200 300 

Ii ~ 
1,800°F 

~ p ( 

:1 J# 
rr;; ~ 

~ 7 
~ ~ ~ V V 

..-' 

~ 
~. 

[.,.--~ 

400 

~ 
L-----

......--

500 
Time, hr 

600 700 

~ 

/' 
V 

800 

(a) 16 , 200-psi stress; overhea t s every 12 hours. 

l,242 hr 

~olru.pture 

900 1,000 

I 

--

1,100 

Figure 12.- Comparative creep curve s for cyclic overheat tests in absence of s t r e ss a t 1, 5000 F 
and 16,200 and 22,000 psi using 2-minute overhea t s t o indicated temper atures until rupt ure. 
Numbers indicate rupture t imes and overheat t emperatures. 

~ 
:x> 

~ 
+:-g 
f-' 

\Jl 
f-' 



.30 

. Z8 

.Z6 

.Z. 

.ZZ 

• ZO 

.18 

~ .16 

i .14 

OJ 
OIl g .IZ 

~ 
.10 

.01 

.06 

.004 

.02 

/ 
/ ~ 

~ ~ y .,. 
1 Z 

184 hr 

l,650°{-
S6 hr 66 hr / 

/ 1,900 OF V V 
) l,'OO~ 

/ / wi IZ8 hi 

/ ~ it.oad Cycl~ 
/ 

/ / ~ r 
/ / /J '/ 

lP ~ ~ V 
/ 8Z hr 

I ~ ~ 
To rupture 

Z5 hr 

/ l,OOO.~ ~ ~ 

~ 
@ ~ 

~ 

.30 ~O ~ II ID III 

Time. Ilr 

(b) 22 , OOO- ps i stress; over heats every 5 hours . 

Figure 12.- Concluded. 

Teat Conditions 

.r Standard Rupture Tes t 
9 L oad Cycle Only 
0 l,650"F Ove rhe at 
0 l,800"F Overheat 
A 1,900"F Overheat 
0 2,OOO"F Overheat 

'11 110 

, 
, 

! 

I 

I 
I 

I 

I 

I 

i 

I o 

V1 
f\) 

~ 
:x> 

~ 
+:­
o 
co 
t-' 



I 

r 
l 
) 

! 
I 
~ 

.30 

.28 

Test Cond ition I 
<> Overheat to 1, 6S0 of 
-r Standard Creep Readings I 

.26 

.24 

.22 

.20 
C .... 

--- .1 8 
>:: .... 
C .1 6 

° .... ..., 
to .14 
t>O 
>:: 

° ~ .12 

.1 0 

.08 

.06 

.04 

.02 

894 hr to rupture 

~ I I 

L 1,650 of 

.f. 
r 

~ 
V 

--' V 1,6S0 

L 1,242 hr ,.,..-r' f,s 4 V ~ hr 

~V ~ 
V ~....--

.-< 

~ 
~ 

~ V ........-
.,....... 

,,~ 
~ 

~ ~ 
V 

---~ ~ ~ 
~ 

N. 

~ ~ ~ 

of 

2 

~ ~ -a 100 200 300 400 SOO 600 700 800 9 00 1,000 1,100 
Tim e, hr 

(a) 16,200-psi stress; overheats t o 1,6500 F. 

Figure 13.- Comparative creep curves at 1, 5000 F and 16,200 and 22,000 psi for tests wi th 
limited overheat s to various temperatures in absence of stress. Numbers indicate rupture 
times and overheat temperatures. 

-- ----

~ 

~ 
:x:-

~ 
.;:-
g 
I-' 

\J1 
VJ 



.30 

.28 

.26 

.24 

.22 

~ 
.20 

• .-< 

---
~ .18 

• .-< 

a .16 0 
• .-< ...., 

C1l 
b() .14 
~ 
0 

.-< 
~ .12 

.10 

.08 

.06 

.04 

.02 

.. 

Test Condition 

I I 
A' Standard Creep Readings 

1---+-+--1f---+--+--l~-+--t--t--t--t--t--r-IIii;j84~b;1r 0 Overheat to 1,65 0 of 
1,6~7 

7 v 
7 

641ar( ) 
17 

/t507 
/fY 

[;fJ/f 
~ 
~ 
~ 
~ 
o 10 20 30 40 50 60 70 80 90 100 110 

Time, hr 

(b) 22,000-psi stress; overheats to 1,6500 F. 

Figure 13.- Continued . 

\.Jl 
+:-

~ 
~ 
+" g 
t-' 



. 30 

. 28 

. 26 

.24 

. 2 2 

.20 

s:: ..... .1 8 --d ..... 
.16 

s::~ 

° ..... .14 ..... 
<II 
OJ) 

s:: 
° .12 ...... 
W 

.1 0 

.08 

.06 

.04 

.02 

'A 
~ 

r 
~ 

"'h,; 
........... ----

~ 
~ 

o 100 

~ 6 7 L Test Condition I 
o Overheat to 1, 800 OF I 

/1, 80
1
0 OF 

-r S tandard C reep R eadings I 

j I 
I 

J 
('\ 525 h r 

L 1/1, 80 ~ OF 

VJ 7 98 hr 

J l{, 8 60 OF 

L(J It L 67 8 ~r I 
IJ242 hr to rupture 

I / V V, I ° I 
./ 1, 8 00 F V 

JPdfP V V 
/ 

V 
,/ L 

~ 
~ V 

~ 
V 

/ V 
/ ~ 1# 'P 

V 
1-1-' V I.---t-
/ --V 

V V 

~ f--~ 
/' V 

~ 
~ 

- - . -- - - - . . - - - - - - ~-200 300 400 500 6 00 700 800 9 00 1, 00 0 1,100 
Time , h r 

( c) 16 , 200-psi s t r ess; over heats to 1, 8000 F. 

Figure 13 . - Continued. 

~ 
f;; 

~ 
{:"" 

g 
I-' 

\Jl 
\Jl 



.1 

• Z 

• Z 

• Z 

• Z 

• Z 

- • 1 
CI 

~ 
. ~. • 1 
CI 
o 
'fj 

~ .1 

i3 • 1 

• 1 

.0 

0 

l 

0 

8 

4 

z 

0 

B 

6 .06 

4 .04 

.0 l 

l~ 
-

~ 

~ V 

~ ~ 
V 

- - --

--~--------------------------------------

Teat Condition 

0 Overheat to ~OO·F 
.r Standard Creep Reading • 

E.hr 

~OO·F 
I 

£ V 1.
7Ohr 

1,800" F 

A 
IJ'" 

V V 
V / 

V V 
V V ~r to rupture 

/ 

~ ~ V 

~ V 

-- . - -- - -- -- ~-9 • A A , ,~ 

Tlme. hr 

(d) 22,000-psi stress; overheats to 1,800° F. 

Figure 13.- Continued . 

------ -------

Vl 
0"\ 

~ 
;J:> 

~ 
+" 
& 
t--' 



·30 

.28 

.16 

.24 

.12 

.W 

.18 

!i 
] .16 

8 :I .14 

'" go 
~ .12 

.10 

.08 

.06 

.04 

.01. 

~ 
~ ~ 

J~~~ ~ 
,~ P" 
o . -100 

~69 ru 
- ~1,900 ° F 

j 
! 

ld 
~ 

/ / 
J(/ 

IV /' 

"'- L 
V 

i1~hr 
'7 1,900°F 

~ ~ 

V ~ 

- -200 -300 

i ~1l hr 

}1,900°F 

1 

/ 
L 

V 
V 

.-....-
~ ~ 

--400 

I li 
/ 

/ 
/' 

~ ~ 

~ ~ 
~ 

500 600 
Time. hr 

Test Condition 

(> Overheat to 1,900°F 
.... Standard Creep RendiD£s 

H5hr 

1,900°F 

IPS2 hr 

/jt,900°F 

~ 
~ ~4Z ~r to ~uPtur e 

~ P'" 
..........-:: 

~ V 

700 SOO 900 1,000 

(e) l6,200-psi s tress; overheats t o l,900o F. 

Figure l3 .- Cont inued. 

-- --- -- - - - - ---

1,100 

~ 
() 

:t> 

~ 
~ 

g 
t-' 

\Jl 
-..J 

I 

\ 
) 

j 
I 
J 

I 
I 
J 

I 



r 

.3 I 

.2. I 

.2 , 

.2 

• Z 

.2. I 

.18 

a 
::: • 16 
. ~ 

.£ .14 
-.; 
J .Il 
(,J 

.10 

.08 

.06 

.04 

.02 

/ 
~ ~ 

~ V 

~ ~ 
~ ~ 
0 10 20 30 

(f) 

Il 

-t 

56 hr 

/ 1,900°F 

/ 
/ 

~ hr 

/ 1,900 o F 

/; V 82. hr to rupture 
..,) 

/ V ./ 
V 

~ V 
V 

V 

40 50 60 70 80 

Time, hr 

22, 000-psi s t r ess; overhea t s t o 1, 9000 F. 

Figure 13.- Continued. 

T es t C ondition 

Ove rheat to 1,900 °F 
Standa r d Cr e ep Reading s 

90 100 

I 
I 

110 

\.Jl 
OJ 

~ 
:x> 

~ 
+-
~ 
t-' 



.30 

I .28 

.26 ) 

.24 t 

.2 

.2 

s:: .1 ..... 
---.S .1 

d 
.~ .1 .... 
ro 
~ .1 
o ..... 
~ 

.1 

. 0 

.0 

.0 

: 

) 

I 

I 

l 

: 

) 

i 

I 

) 
.0 .w; 

0 

I 
IIJ 

~ ~ 
111 V 
~ ~ 
~ 

100 

'-- ~- --- - -- -- ----

ZI8 hr 
I 

? 2,000 OF 

!J 

p 

I 
j 

'f 

~ 316 hr 

I ',j zPOO°F 

I / ~31 hr 

~;J lIz,oOO °F 
hr :u,~ 

/ 

~/ z,oOOdV 
../ 

V 
/ 

--- j...---"" -~ V :..--

200 300 400 

V 
~ 

....... 
V-

~ V 

500 600 700 

Time, hr 

T est Condition 

oOverheat to 2,000 of 
{'Standard Creep R eadings 

1,242 hr to ruptur e 
/ 

V 
/' 

800 900 1,000 1,100 

$! 
(J 
:t> 

~ 
!:'"" 
g 
~ 

( g) 16,200-psi s tress; overheats t o 2, 0000 F. 
\Jl 

Figure 13.- Continued. \0 

~---.~ -~-- ---'~---



----~~--------~---- ~-=--~~---~----------------------------~----------------------------~--~--~~------------

L 

.3 , 

.2 I 

.2 ) 

~ .24 

.2 ~ 

.2 ) 

• 1 I 

!! , :s .16 

rio" 

.g .14 
~ 
~ 
.g .12 
kI 

) .10 

I .08 

.06 

.04 . 

.02 

/ 

d ~ 

~ ~ 
~(j 

10 

V 
/ 

25 z/ 
hr / 

/ V 
:/ 

~v V 
/ 

~ / 

20 30 40 

59 
hr 2000·F 

82 
hr to rllpttlre 
~ VV 

50 60 
Time. hr 

~- --

Test Condition 

0 Overheat to 2000·F 
-t Standard Creep Readings 

'--- --

70 80 90 100 

(h) 22,OOO-psi s t r ess; overheat s t o 2 ,0000 F. 

Figure 13 .- Concluded. 

110 

CJ\ o 

~ 
~ 

~ 
+-g 
f--' 



.30 

I .28 

.26 ) 

.24 ~ 

~ .22 

.2 ) 
~ .... 
': .1 l 
~ .... 
~~ .1 

° .... .. 
~ .1 
~ 
o ...... 
~ .1 

.1 

.0 

.0 

.0 

.0 

) 

~ 

~ 

) 

~ 

) 

l 

~ 

~ 
o 

.-9 

~ ~ 
~ F-" 

100 

~ 
~ # ..-::;;:. 

~ ~ 
........ 

r.:7 ~ 

~ ~ ~ V ~ ~ -~-~ ~ ~ ~ ~ f..--

200 300 400 

30 min - 2,000 of 

/ 
I 240 min - 1,600 of ~O min _ 1,800 

/ 
OF 

V / V 
/ 

/ ~ . . ~. It: 10 mm - 2,000 of 
./ ./ 

/ ./ / /v 
~ V ~ V Standard 

/' /,Creep Test 

V ~ V k~ min - 1,6 V V ~ 00 of 

.p:P V V ---~ 130 lin ~V V 
V- r---- f...---- .......... 1,600 of 

~ I--- ~ 

--- ~ --f.--
It-'"' I---- f.----~ ~ 

500 600 700 800 900 1,000 1,100 
Time, hr 

Figure 14.- Comparative creep curves at 1,5000 F and 16,200 psi for tests preheated to various 
temperatures for indicated times. 

-.~-- --~~--.~-- -----

s; 
(') 

!P 

~ 
+=-g 
f-' 

0\ 
f-' 



1 I I 
.5% 2'0 20/0 4~ 6"'0 10% 20% Rupture 

I 

'\ \ ~ '\ \ \ ~\ r\ 

2,000 

\ ~ \ \ \ I~ \ ~\ 
I ~ 1,900 

o 

Q) 

'"' ::l ... 
tIS 

I '"' Q) 1,800 
0. a 
Q) ... ... 
tIS 
Q) 

..c: 
'"' Q) 

> o 
1,650 

1,500 6 8 10 

\ \ \ 

\ \~ 
\ \ 
\ \ 
\ \ 

_ _ -----01 __ 

2 

\ 1\ \ 1\ \ \ 
\ \\ ~' 11\ 

1\ \\ ~ \ \\ 
\ \ \ \ \ 

1\ \ ~\ 1\ 1\\ 1\ 
\ \ \ \ '\ \ 

\ 
1\ ~ \ 1\ 
1 \~1 

4 6 8 100 
Time, hr 

2 4 6 8 1,000 

T 
~ 

I I , 

2 4 

Figure 15.- Influence of temperature of continued cyclic overheating in absence of stress on 
time to reach indicated total deformation and time for rupture for tests at 1,5000 F and 
16, 200 psi. 

0'\ 
f\) 

~ 
:x> 

~ 
-I="" g 
l-' 



_ _ _ _ _ _ _ c---..~_ _ 

NACA TN 4081 

cS 
E 

40 

v 30 
E ..... 
~ 

...., 

'" ~ .t:i 
~ 20 
> o 
'0 
Q) 
~ 

'" 3 10 § 
<J 
<J 

< 

V o o 

40 

t1 ..... 
E 
v 3 0 

E ..... 
~ 

~ 

'" Q) 

.t:i 
H 2 0 
Q) 

> 
0 

'0 
Q) ...., 

'" 3 1 0 § 
(J 
(J 

< V o o 

./ 

1% 

/ 
.,/' 

40 

1~ 

~ 
/\ 

\ 
40 

I ;> V 

v i\ 
:> v \ 

L V \ 
:>. ~ \ 

v 1\ 
\ \ 
\ \ 

\. 
80 120 16 0 2 00 240 280 

T ixne to rea c h indicated deforxnation. h r 

(a ) Overheats t o 1, 6500 F. 

/' 
V 

./ 
V 

/' 
V 

4%/ V 
~'II / 1 

/ \ 

1\ ~ 

"'~ "' ~ '" ""-

'" ""-... 
I--

. r--r--~ r-- --80 12 0 16 0 20 0 240 28 0 
T i xne t o reach indicated deforxna t i o n . h r 

(b) Overheat s to 1, 8000 F. 

Figure 16.- Effect of l i mited over heating on time r equired to r each 
indicated t ot al defor mation a t 1, 5000 F and 16,200 psi for overheat s 
t o various temperature s i n absence of str ess. 

J 



64 

. 
4) 

S .... ... ... 
n! 
4) 

40 

~ 20 
4) 

> o 
"U 
4) ... 
n! 

~ 10 
::I 
u 
u 
« 

~ 
o 0 

4 

./' 
20/. K / 

"-
f'-. 

40 

/ 
v 

./ 
V 

/ 
v 

./' 
V 

0/ 
v 

~ \ 
"" 

~ 
~ \'.... t-.. 

" I--- r--
"'- t--- r-- t---t--l- t--

80 120 160 200 
Time to reach indicated deformation. hr 

(c) Overheats to 1,900° F. 

V 
/ 

./ 
V 

/ 
V 

r:: 30 
·s 

./' 
V 

0 
V 

/ 
40/. V 

0 d 3o/K i'--X r-- t--IX "~~t-- I--r---t---t--t--- t-- t---
0 0 40 80 120 1 bO 200 

Time to reach indicated deformation, hr 

(d) Overheats to 2,0000 F. 

Figure 16.- Concluded. 

NACA TN 4081 

240 280 

240 Z80 

- .- - -~ --- -- ---- ~--

. 1 

I 



, 

.30 

.28 

.26 

.24 

.22 

.20 

~ 
.:::: .18 

/27 cycles 

V 
~ .... 

.16 
d' 
0 .... .14 ..., 
ro 
b.O 
~ .12 0 

/ Standard 

/ 
l( 

Creep Test 

V V V -..... 
~ 

.10 
/ ~ 

~ 
/' --

.08 

.06 

.04 

.02 

Y V ~ ,..... ~ 

V .r V 
/ .......-V 

~ V ~ 
~ 

,/ 
p 

V V 

o 40 80 120 160 200 240 280 320 360 400 440 
Time, hr 

Figure 17.- Creep curve at 1,5000 F and 18,000 psi for cyclic overheat test under 18, 000 psi 
t o 1, 6500 F until rupture compared wi th s t andard creep curve at thes e condi tions. Overheats 
of 2 minutes applied every 12 hours. 

co 
r.n 

~ 
~ 

~ 
+" o 
CO 
t--' 

C1\ 
\)1 

l 



l 
I 

~ 
~ -

.JO 

. 28 

.26 

.24 

.22 

.2 0 

c ..... 
.1 8 --

c ..... 
.1 6 

c 
0 ..... 
+-' .14 ro 
tlJ) 

c 

14 cycles 
Standard -

/" 12,500 psi Creep Test 

V V 
~ 

0 .12 ..... 
~ 

.10 
I 1 3 cycl e s V-

) 12,50 0 psi .......-----
J V V 

~ 1 cycle V V--
18,000 psi L.---- I 

.08 

.06 

.04 

.02 

~ 
V l.----~ 

/ /' ...---~ I 
:Y ,/" --..--- I 

J:: L---'" 

~ ~ V 
v I 

/-

~ V ~ 
0 40 80 1 20 16 0 200 240 280 320 J60 400 440 

Tim e , hr 

Figure 18.- Comparative creep curves at 1,5000 F and 18,000 psi for cyclic overheat tests t o 
1, 8000 F under indicated s t r ess for number of cycles shown. Overheats of 2 minutes applied 
every 12 hours. 

, 

0\ 
0\ 

~ 
~ 

~ 
+-g 
t--' 



NAeA TN 4081 

/ 

r 
/ " 

J C/ ( 

XIOO XIOOO 

(a) Rerolled stock after heat treatment. 

. ' 

;' :.. 

1. , '-
i , 

I 
{--, ( 

" 
, ~ 7 

'.- f 

I 
~, . 

I, 
~, / . 
'l~:,,} ..... I ,. . J 

- /~ 
." '.. v . n) 

x ioo XIOOO 

(b) Rerolled stock after rupture -tes t ing a t 1, 500° F and 16,200 psi 
(1, 242 hours). 

/ 

Figure 19.- Micros t ruct ure of r erolled material after heat treatment and 
aft er rupture-testing. 



68 

, 
• 

" 

XIOO 

(a) 76 overheat s to 1,6500 F. 

"'. 

XIOO 

'/ I ,'" /"- .... 
, 

/ . 

\ 
. \ 

'> 

.' 

I 
I I 

.. 

, . 

.! 
\ 

NACA TN 4081 

. I 1" 
I 

I 

XIOOO 

"-

~ . 

, , 

I' 

. . f 
, I 

'J 

-; 

> . , .; 
\ 

'. 
:' 
~ , . , 

"f ~., 

Rupture time, 894.2 hours • 

". 

'.tiro' • / 
" . 

I ..... 
i 

:( 
'" 

. ~ . \ 

'J' ~ . "-

I 
~. 

r • ....... 

., 

XIOOO 

.' ' .~ ",' . 
A..~ ,t"" # "'- ..... 

(b) 44 overheats to 1,8000 F. Rupture time, 524.5 hours. 

Figure 20.- Effect of cyclic overheating until rupture on microstructure 
of specimens tested at 1,5000 F and 16,200 psi. Stress removed 
during 2-minute overheat cycles every 12 hours. 



NACA 'IN 4081 69 

-, 
~ '!-

" , 

~'l: -
,-

• , 
~- \ -

'< 

-? 
> \-

'\ 
~ ...-: 

\' ~ t ~ 

~\ . 
, 

~ r ~ \ 

\ 

Q 

XIOO XIOOO 

(c) 31 overheats to 1,9000 F. Rupture time, 368.5 hours. 

r 
'- 0 

" tl " , -.... , 
, 

" O · 
'\ 

;./' c5 
6 

0 ~ 
" l 

XIOO XIOOO 

(d) 24 overheats to 2,000° F. Rupture time, 287.8 hours. 

Figure 20.- Concluded. 



~----- .. ~~--------------------, 

70 NACA TN 4081 

/. ,' of ( . 
" I ( 'j 

.. I 

" . 
~ 

.~, .' 

1 •. :~ '. ' 
" 

/ 

t ~ ~~ / 

, .. ~ .. '\ ~. ~' 
~ 

rl' .. 
!J{"" c' .. .' 

XIOO XIOOO 

(a) Three cycles of overheats to 1,9000 F. Sample run to rupture at 
677.2 hours at 1,5000 F and 16,200-psi stress. 

;tl
, ·~g~.~:~.:·11T::.~ ;~:;.!- :~ :('·;·~:~;:~:·~":h:",:{.S~:~:' ·;:>~:, .. : 

. !t', I 'i ·~:"l .. r . '" ~. I~"\:" if' './" .., .(\:; t o t · . 

\ " r 
I 

~1 
.~ t > 

~ 

(. .1, I 

(l ( 

I' ~J 
" 

.-
j 

'. 

/ 
I 

~/ ~ ... / ' f 

'b 0 
() 01' " .6 

•. . . • '" $ ~..... ,... "' . .. ... .. ~I'" ." .', tl · " ... 

~i;·;~:!i~I:.'·'! I ~:'~~11;~ltl;;}ltt::: 
fl.' ~.-', . I; ,'.'. J ,i : . ,; , ~f· '" f'o: t.:,,", ... ',. ' I ( ~w , •• \ ~., 
' I . . ... _'I,.}. "';" . ( ' . :" .. : ~ .. "~/' 7~.·f .\.~·'~ ~~ " , .. h . 

• 1 
-' , 

>&J? ( 
v 

• fJ o. D 
I 0' \ 

( '\ 

XIOO XIOOO 
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on microstructure of specimens tested at 1,5000 F and 16,200 psi. 
Stress r emoved during 2-minute overheat cycles every 12 hours for 
indicated number of cycles. 
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( c) Five cycles of overheats t o 1,9000 F. Sample run 50 hours, then 
cooled to room t emperature. 

' }~~:,; r ,,~ ':i; ·1: ' :r;lfg;". ';:1;'~ · " 
'1:4~ \~ ;.:. , ".! I, ' .' "I.':::'. 
:...:~ "J • ., '. t 

• ~{~.~;. .~. 'I' I' :. . ~ ... 4 ~ •• ~":.',. j 

to ".":1,., "fa •. ~ \ • ,'. .. I ~" ."~\. " ( .... "'- .. ~ I" .i .•• ~': . : CI ' 

,.I"'t .... '.. •• ., 
."..~:' . ; ~ , . ,I '\ ~ ,;,.~ 0;, 
.'a;'"\ .j. f; I' • ~ 01 ' t": ' . 0 • 

r.:;t~': .. " '.:: . :,' ': t -i ~~:, '.I i :. •• 

• I"" .. :t :'" ." l \C1' 
, ,~ .. '. ".'. • . .• • " , 0 1° 

l .• • " .. ~,: 
.1~· -: , ;~~": 't~l 

~.., . ~ 
.' • I ~.; . ., ' 0 
;~ of : . " . ~ .. 

! ".C\ 'j,i'. .. ,', 
f: ~ ,.:. ~. , • 

• 

I • ',', 

. " '. 
. ~ • . , ': .. . J''' 'l ''1l~~ ;- ' ~f . :. t . ~. jr • 

,,' 
I . 

I 
( 'f 

, , 
,,' 

) 
i / 

---)" 

\~( 

) " '. " , , 
f ' / 

/ 

" f i 
I ( I 

" 

/ 
I 

l 
/ '. / \ r 

, 

-\ . 
'y /",>" , 

" \ U 

71 

'. ) 

!i:' ,': ··~~IC. ~: ~>;~i" ,tl:~t~~' ::~~ .~~.~ :;: ~~ t :.:: .~ "" 
<./ '- , ' .) ~. ~~, : .~~~ ,-. 

" ,1 // 

XIOO XIOOO 

(d) Twent y cycles of overheats to 1,9000 F. Sample run 240 hours, 
then cooled to room t emperature. 

Figure 21.- Continued. 
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(e) One cycle of overheat at 2,0000 F. Sample run to rupture at 
438.6 hours at 1,5000 F and 16,200-psi stress. 

Figure 21.- Continued. 
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(f) Two cycles of overhea t s at 2,000u F . Sample run to rupture at 
349 .1 hours at 1,5000 F and 16 ,200-ps i stress . 

D 
411 , ' , 

... 
~ 
~ 

. 0, 
o 
y 

X 100 X IOOO 

73 

I 

(' 

j 

I "~ 
". 'i. 

(g) Ten cycles of over heats at 2 , 0000 F. Sample run t o rupture at 
291 hours at 1,5000 F and 16,200- psi s tres s . 

Fi gure 21.- Concl uded. 
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Figure 22.- Effect on micros t ruc t ure of rupture-testing at 2,0000 F and 
6,000 psi. Sample rupt ured in 0.92 hour. 
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Figure 23.- Extent of grain-boundary solution in frac tured overheat specimens compared with 
lines t aken from figure by General Electric Co. showing beginning and completion of grain­
boundary solution as a function of time at temperature . 
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