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SUMMARY 

Additional static and fatigue tests were made on aluminum-alloy 355-T6 
sand-cast specimens . Direct - stress fatigue tests were made on plate-type 
specimens with a single l-inch-diameter as-cast cored hole and on specimens 
in which the cored hole was reamed to ll:... - inch diameter. In addition, 

16 
direct-stress fatigue tests were made on O. 300-inch-diameter specimens) 
with various degrees of porosity) machined from the butt ends of plate­
type specimens. Comparisons are made with the re sult s of earlier tests) 
on plate- type specimens with variations in design details such as bosses 
and ribs) given in NACA Technical Note 2394 . 

Within the range of stresses used) there were no significant differ­
ences in the fatigue strengths of sand-cast spe cimens with a l-inch­
diameter cored hole when tested with the hole in the as -cast condition or 
with the hol e enlarged 1/16 of an inch in diameter by reaming. When the 
results of tests on the specimens with a l-inch- diameter cored hole are 
compared with results ) from t he previous investigation) for specimens in 
which a small cast boss was removed and a l-inch-diameter hole drilled and 
reamed in the center of the plate -type specimen there is found to be no 
significant difference in the r esults except for a slight difference in 
the static strengths . 

The direct - stress fatigue t est re sults on O.300-inch-diameter round 
polished specimens indicate no correlation between the fatigue strengths 
developed and visual porosity ratings . 

INTRODUCTION 

In July of 1951 the Aluminum Research Laboratories of the Aluminum 
Company of America reported in reference 1 direct-stress fatigue test 
results for plate-type specimens in 355-T6 sand- cast aluminum alloy with 
variations in design details including bosses) with and without centrally 
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located holes, and longitudinal and transverse ribs. Following the pres­
entation of the results from this early investigation, some interest was 
shown in a comparison of the fatigue strengths of the plate-type specimen 
with a reamed open hole, as used in the initial investigation, with a new 
specimen in which the open hole was cored and thus had entirely as-cast 
surfaces. In addition, the question arose as to the effects of various 
degrees of porosity on the fatigue strength of the plate-type specimens 
of the initial investigation . Reported herein are results of the addi­
tional direct-stress fatigue tests on: (1) a plate-type specimen with 
cored centrally located hole and (2) O.300-inch-diameter round polished 
specimens with various degrees of porosity. 

The objects of this investigation were: (1) to compare the static and 
direct-stress fatigue strengths of plate-type specimens, of 355-T6 aluminum 
sand-cast alloy, having a centrally located cored hole with the corre­
sponding data from reference 1 for similar specimens with other types of 
design details such as bosses and ribs; (2) to study the effects of the 
conditions at the rim of an open hole by comparing the strengths of speci­
mens with: (a) a cored hole (type lB), (b) a hole in which the cylindrical 
surface was machined by reaming (type lB-l) and, (c) a hole in which both 
the cylindrical surface and a narrow rim on both faces of the specimen 
were machined (type 1); and (3) to study the effects of porosity on the 
fatigue strengths of O.300- inch-diameter specimens taken from the grip 
ends of the plate -type specimens tested. 

This work was done by the Aluminum Company of America and has been 
made available to the National Advisory Committee for Aeronautics for 
publication because of its general interest. 

MATERIAL AND SPECIMENS 

The plate-type fatigue specimen with the l - inch- diameter cored hole, 
one of the new specimen types used in this investigation , is shown in 
figure 1. The second new type was obtained by reaming the cored hole to 
a diameter of ll~ inches . These specimens were cast at Alcoa ' s Cleveland 

Works using the basic pattern previously described in reference 1 . The 
mechanical properties of the 355-T6 aluminum-alloy sand- cast material as 
determined at Cleveland on separately cast test bars are shown in table I 
along with the mechanical properties of the material used in preparing the 
specimens for the earlier tests. The mechanical properties are found to 
be in good agreement with the average properties for the several lots of 
material used in the previous investigation. These properties are found 
to exceed the spec ified values and are in good ag~eement with t ypical 
val ues given in reference 2 and are in general agreement with Federal 
Specifications QQ-A-601a . 
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As was the case for the specimens in the previous investigation, 
these specimens were radiographed at the Cleveland Works and only those 
found to be generally sound were submitted for t est . Figure 2 shows 
the three conditions at the edge of an open hole studied, namely, 
(1) plain cored hole (type lB), ( 2) reamed hole in plate with as-cast 
surfaces (type lB-l), and (3) reamed hole, machined surfaces (type 1, 
boss machined flush with plate previous to reaming hole). 

The O.300-inch-diameter round polished direct-stress fatigue speci­
mens illustrated in figure 3 were machined from the butt ends of the 
plate-type specimens . Twenty-four specimens were obtained from the butt 
ends of a specimen which had not been previously tested because of mis­
registry of the design detail. The location of these specimens is shown 
in figure 4. Four additional specimens were obtained from each end of 
several plate-type specimens which had some fatigue test history. In 
each case, the plate-type specimen had withstood a considerable number 
of cycles at a low stress (based on the minimum area of the test section) 
without failure. As can be seen in figure 5, which illustrates the loca­
tion of the small specimens within the butt ends, specimens A and B were 
taken from a section of the butt end beyond the keyway through which the 
load was transferred and thus should not have been subjected to any 
significant stress cycles during the fatigue testing of the plate-type 
specimen. Even though the small specimens C and D were taken from por­
tions of the butt end which had been subjected to a cyclic stress, it is 
believed that the stresses were so small that the behavior of these speci­
mens would show no effect of the previous stress history. As will be seen 
later, the results for specimens taken from these two l ocations (speci­
mens C and D) gave fatigue test results which were consistent with the 
results of specimens taken from nonstressed material (specimens A and B). 

PROCEDURE 

One static and five fatigue tests were made on specimens of the type 
shown in figure 1 with a l - inch- diameter cored hole (type lB). In addi­
tion, three fatigue tests were made on specimens in which the cored hole 
had been reamed to 1-1-- inch diameter (type lB-l). The procedure for the 

16 
static and fatigue tests on these plate-type specimens has been previously 
described in reference 1 . 

Previous to testing, the O. 300-inch- diameter direct-stress fatigue 
specimens were arranged in order of increasing porosity as evaluated by 
visual inspection of the machined surfaces. The specimens were divided 
into five groups in the order of increasing porosity: little, slight, 
medium, appreciabl e , and heavy. The degree of porosity for the five clas­
sifications is illustrated in figure 6 which shows machined flat coupons 
also taken from butt ends of the plate- type spec imens. 
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Static testing of the round polished specimens was done in an 
Amsler Universal Testing machinel of the hydraulic type having multiple 
load ranges from a minimum of 200 pounds to a maximum capacity of 
20,000 pounds. The fatigue tests of round polished direct-stress fatigue 
specimens were made in a Krouse direct tension-compression fatigue 
testing machine having a maximum capacity of 5,000 pounds. Adaptation 
of these specimens to the fatigue testing machine was made with the use 
of fixtures, designed under the direction of Mr. R. L. Templin, which 
incorporate split rings. 

RESULTS 

The result of the static test on the cast plate-type specimen with 
the as-cast cored l-inch-diameter hole (type lB) is given in table II. 
Inclu~ed in the table for comparisons are the results, taken from refer­
ence 1, for the other plate-type specimens. It can be seen that the 
strength of the specimen with the cored hole is greater than that of the 
specimen having a reamed hole with machined rims (type 1) but less than 
that of the plain-plate specimen (type p). The ultimate strength devel­
oped by the specimen with a l-inch cored hole is about 10 percent lower 
than the tensile strength of the material as determined by tests of 
separately cast test bars, whereas the strength of the specimen having 
a reamed hole with machined rims is about 20 percent less than that of 
the separately cast test bars. The strength of the specimen with the 
cored hole is greater than the strength of specimens with any of the 
other design details studied in reference 1. 

The results of the fatigue tests on the specimens with the l-inch­
diameter cored hole (type lB) and the specimens in which the hole was 

reamed to l~ - inch diameter (type lB-l) are given in table III. The 

results have been plotted in figure 7 in which the data are compared with 
the band of results obtained for the several specimen types reported in 
reference 1. It can be seen that, except for the difference in the static 
strengths, there is no significant difference in results obtained for the 
three specimen types with unreinforced holes. A single curve has been 
plotted in figure 7 to represent the fatigue test results for the two new 
specimen types. Included in figure 7 is an average curve, from figure 5(a) 
of reference 3, for test results on polished round specimens machined from 
separately cast test bars. 

In table IV, the results of tests on sand-cast and wrought aluminum­
alloy specimens with unreinforced holes are compared and fatigue strength 

lrype 10SZDA, serial number 5068. Periodic calibration of this 
machine indicates that the error in load reading is less than 1 percent 
throughout the load range used. 

., 

---



NACA RM 53L22 5 

r eduction factors 7 based on round polished specimens, are listed. 
I ncluded in t he t able are calculated stress concentration factors, from 
t abl e XVI I of reference 4, for the specimens with holes. It can be seen 
t hat for calculated stre s s concentration factors of 2.5 and 2.7 the range 
of fatigue strength reduction f actors for the castings was only 1. 6 
to 1 . 9 . Further, f or stress concentrations of about the same magnitude 
in the wrought and sand-cast specimens the sand-ca st specimens are con­
siderably less affected by t he unre i nforced hole t han wrought 14s-T6 
or 61S-T6 speci mens; that is, t he fatigue strength reduction factors are 
lower for the 355-T6 sand castings than for the rolled bar. 

The r esult s of static and fatigue t ests on O.300-inch-diameter 
round poli shed specimens machined from butt ends of plate-type spe cimens 
are given in t able V. Included in the table are the porosity ratings 
based on visua l observation of the machined surfaces of the specimens . 
The resul ts of fatigue tests at zero stress ratio are platted in f ig-
ure 8. I n thi s f i gure, t he results have been separated according t o t he 
porosity rat i ng of the individua l specimens and a band of results i s 
shown which encloses all the test r e sults. Study of these test r esult s 
shows that no one of the following criteria gives consistently high or 
low resul ts i n the band of results shown: (1) porosity rating, (2) i ndi­
vidual pl ate-type specimens from which the round specimens were obtained, 
(3 ) locat ion of specimen within the butt end, or (4) direction of the 
axis of the round specimen with respect to the longitudinal axis of t he 
plate- t ype specimen. 

It can be s een in figure 8 that there is no correlation between t he 
porOSity ratings and fatigue strengths of the specimens. For any of t he 
porosity r atings for which a reasonable number of specimens were t ested 
it can be seen that the r esults cover the major portion, if not all, of 
the band of results shown. Further, specimens having the greatest degr ee 
of porosity helped to define the upper limit of the band of results and 
ot her specimens having a slight porosity rating, which is classed as 
next to the least porOSity, helped to define both the lower and upper 
l imits of the band. 

In figure 8, the specimens obtained from the butt ends of t he plate­
t ype specimen which had no previous stress history are indicated by solid 
symbols. It can be seen that the results of these specimens extend from 
the lower limit of the band of results at low numbers of cycles to fail­
ure to the high limit of the band of results at the large number of cycles 
t o fai lure. A band of results for this series of specimens alone would 
cover about 75 percent of the band of results for the entire series of 
spec imens tested. Therefore, it would appear that the previous stress 
history had no significant, if any, effect on the fatigue test results 
obt ained. Included in figure 8 is a replot of the curve for round speci­
mens machined from separately cast test bars. For the range of cycles 
f or which the curve is defined by data, the solid-line portion of the 

-------------- ---~----------------------' 
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curve, the results compare favorably with the results for specimens taken 
from the butt ends of the plate-type specimens. 

The results of a few tests on round polished specimens made at stress 
ratios of -0.5 and -1.0 are included in table V. 2 These results are 
plotted in figure 9 in which the data points are superimposed on the band 
of results from figure 8 for tests made at a stress ratio eQual to zero. 
It can be seen that the results for the -0.5 and -1.0 stress ratios with 
but two exceptions fall within the band of results obtained for the entire 
group of specimens tested. Insufficient specimens have been tested at the 
negative stress ratios to define the relations between the fatigue strengths 
at 0, -0.5, and -1.0 stress ratios. 

The band of results for the 0.3OO-inch-diameter round polished fatigue 
specimens is compared with the band of results for the 1/4-inch plate-type 
specimens with various design details and with the average curve for the 
plain plate-type specimen in figure 10. It is seen that the band of 
results for the plate-type specimens is lower than that for the round 
specimens for large numbers of cycles to failure, while for fatigue lives 
less than about 10,000 cycles one band covers the other. Further, it can 
be seen that the average curve for the plain plate-type specimen falls 
within the band of results obtained for the round specimens in the range 
from about 4,000 to 400,000 cycles. It is slightly below the band at the 
high number of cycles to failure and above the band for the low number of 
cycles to failure. 

It can be seen in table III that all the fractures in the plate-type 
specimens went through the centrally located holes. This was also the 
case for the specimens of type 1 which had a l-inch-diameter drilled and 
reamed hole as reported in reference 1. A typica l fatigue fracture is 
shown in figure 11. 

It was originally planned to correlate the fatigue test results of 
the plate-type specimens reported in reference 1 with respect to the 
degree of porosity in order to explain some of the scatter in the results. 
In view of the lack of correlation between fatigue strength and degree of 
porosity found in the tests reported herein on 0.300-inch-diameter speci­
mens, it is to be expected that the scatter in results of the earlier tests 
cannot be explained on the basis of porosity but is more likely typical 
scatter of results to be expected in cast materials. 

CONCLUSIONS 

From the foregoing data and discus s ion of the static and direct­
stress fatigue tests on aluminum-alloy 355-T6 sand-cast plate-type 

2stress ratio is defined as the ratio of the minimum stress to the 
maximum stress. 

l. __ .~ 
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specimens with a single centrally located hole and 0.300-inch-diameter 
round polished specimens, the following conclusions appear to be 
warranted: 

7 

1. The mechanical properties of the separately cast test bars, 
representing the new plate-type specimens used in these additional tests, 
compared favorably with the properties of the material used in the 
initial phases of this investigation. 

2. The ultimate strength of the plate-type specimen with a l-inch­
diameter cored hole (32,460 psi) was about 10 percent higher than that 
of the plate-type specimen having a hole in which both the cylindrical 
surface and a narrow rim on both faces of the specimen were machined 
(29,100 psi). 

3. There is little, if any, significant difference in the fatigue 
strength of plate -type specimens with centrally located holes whether or 
not the hole is produced by the use of a core during casting, the hole 
is cored then reamed, or the hole is drilled and reamed into a spot 
machined by removing a boss. 

4. For calculated stress concentration factors of 2.5 and 2.7 the 
range of fatigue strength reduction factors, for castings with an open 
hole, was from 1.6 to 1.9. 

5. For calculated stress concentrations factors of about the same 
magnitude, the fatigue strength reduction factors were found to average 
about one-third lower for cast material than for wrought material. 

6. There appears to be no correlation between relatively large dif­
ferences in surface porosity and the fatigue strengths of 0.300-inch­
diameter round polished specimens. 

7. The fatigue strengths of plain plate-type specimens with as-cast 
surfaces fall within the band of results for the 0.300-inch-diameter 
round polished specimen for numbers of cycles to failure between about 
4,000 and 400,000. They are slightly below the band of results for 
higher numbers of cycles to failure and slightly above the band of 
results for lower numbers of cycles to failure. 

Aluminum Research Laboratories, 
Aluminum Company of America, 

New KenSington, Fa., May 14, 1953. 



8 NACA RM 53L22 

REFERENCES 

1. Holt7 M' 7 and Eaton7 I. D.: Effects of Design Details on the Fatigue 
Strength of 355-T6 Sand-Cast Aluminum Alloy. NACA TN 2394, 1951. 

2. Anon.: Alcoa Aluminum and Its Alloys. Aluminum Co. of Am. 
(Pittsburgh), 1950. 

3. Howell, F. M., StickleY7 G. W., and Lyst7 J. 0.: Effects of Surface 
Finish, of Certain Defects 7 and of Repair of Defects by Welding on 
Fatigue strength of 355-T6 Sand-Castings and Effects of Prior 
Fatigue stressing on Tensile Properties. NACA TN 1464, 1948. 

4. Roark, Raymond J.: Formulas for stress and strain. Second ed., 
McGraw-Hill Book Co., Inc., 1943. 

5. Templin, R. L., Howell, F. M., and Lyst, J. 0.: Fatigue Properties 
of Cast Aluminum Alloys. Product Engineering, vol . 23, no. 5, 
May 1952, pp . 119-123. 

----------_. -



--~--------'-~~--~~~~~------~M-~ __ r-~ ________________ ~~~ ________________ ~ ______________ ~ __ ~------------~~~------------~~~~----------_.~D"~----~~ 

TABLE I 

MECHANICAL PROPERTIES OF 355-1'6 SAND-CAm MATERIAL 

[standard separately cast test bars poured with the fatigue speCimensaJ 

Type of Heat Tensile Yield strength Elongation Brinell Results fram 
fatigue or strength, (0 . 2-percent offset), in 2 in., hardness radiographic 
specimen lot psi psi percent number examination 

lB and lB-l C8094Ab 36, 100 26 , 600 3.0 80 Satisfactory quality 
C8094Bb 34,900 27,100 2·5 80 Satisfactory quality 
c8094nb 35,800 27 ,300 l!Q 81 Satisfactory quality 

Av .b 35 ,600 27, 000 2.8 80 

p C1205 36,200 29,300 3.0 94 Superior 

1 C1384 36 , 400 30,200 2.0 90 Uniformly sound 

2 and 2A C1704A 37,000 27,100 3 .0 78 Generally sound 
C1704B 36,900 27, 200 3.0 77 Generally sound 
C1704C 36,800 27, 200 3.0 81 Generally sound 

3 and 3A C1582B 36 , 500 25 , 400 3.5 86 Generall y sound 
C1582C 36 , 200 . 24,500 3 .5 88 Generally sound 
C1582D 36,000 25 , 300 3.5 80 Generally BOund 
C1582A 36,600 24,900 3.0 86 Generally sound 
C1582X 33 , 200 25 ,000 2.5 81 Generally sound 

5 Cl962B 35,200 25 , 800 3.0 81 Generally sound 
C2334 34,800 25,300 2.5 82 Generally sound 

6 C2771 33,600 23,100 4 .0 75 Generally sound 
C2779 ~ 23 , 200 4.0 §! Generally sound 

Av. 35,720 25,960 ,.1 83 

Typical valuesc ------ 35,000 25,000 3.0 80 

Federal spec. d ------ 32,000 20,000 2.0 80 
--- -

aFor details of specimen see section 7 of A.S.T.M. specification B26-52T, Book 2 of A.S .T.M. standards, 1952. 
bResults for lot of material used for additional test specimens, unless otherwise noted all others fram table I, ref . 1. 
cValues from table 21 of ref. 2. 
d 
Mechanical property requirements given in table II of Federal Specification QQ-A-60ls, U.S. Government Printing Office, 

Feb. 3, 1950. 

• 
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TABLE II 

RESULTS OF srATIC TEsrS ON SAND- CAsr PlATE-TYPE SPECIMENS 

OF 355-T6 ALUMINUM ALLOY 

Plate t ype Separately cast test bars 

Specimen Description Ultimate Tensile Tensile Yield strength Elongation stress type load, strength, a strength, (0 . 2-percent offset ) , in 2 in., concentration 
l b psi psi psi percent 

lEc Unreinforeed cored l - in . -diam. hol e 57 , 500 32,460 35 , 600 27, 000 2 .8 

P Plain 62, 000 35,200 36,200 29,300 3 .0 

1 Unreinforced r eamed l - in.- diam. hole 45 , 300 29,100 36,400 30,200 2 .0 

2 Boss with large fillet 59,750 29, 000 36,900 27, 200 3 .0 

2A Same as t ype 2 with hol e i n boss 59, 500 28,700 36,900 27,200 3.0 

3 Boss with small f illet 59, 200 30 , 000 36 , 300 25 , 000 3 .4 

3A Same as type 3 with hol e in boss 60, 000 30 , 550 36,300 25,000 3 . 4 

5 Transverse rib 60, 700 27,600 35,000 25,500 2 .8 

6 Longitudinal rib 60,700 26 , 200 34 ,100 23, 200 4 .0 

~ased on net area of rectangular cross section; for types 2 to 6 inclusive, section taken at edge of boss or rib . 

bstress concentration f actor equals ratio of tensile strength of separately cast test bars to that of plate-type 
specimen. 

c 
Additional specimen type ; all others reported in ref. 1. 

fact orb 

1.10 

1.03 

1.25 

1.27 

1.29 

1. 21 

1.19 

1.27 

1.30 

. J 
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TABLE III 

STATIC AND FATIGUE TEST RESUDTS OF 355-T6 ALUMINUM-ALLOY SAND-CAST PLATE 

SPECIMENS HAVING AN UNREINFORCED HOLE AT CENTER OF TEST SECTION 

Nominal 
Actual l oad Nomi nal stress ,b piA, 

Specimen condition, Ib maximum psi Cycles to Location of failure 
load, a fai l ure 

Minimum Maximum Ib Minimum Maximum 

Type lB specimens having l-in .-diam . cored hole 

D-3 0 57, 500 57, 500 0 32, 460 Static "'" 
D-l -15 35 , 515 35 , 530 0 28 , 920 464 
A-l - 55 35 , 485 36 , 540 0 19, 580 14, 400 Through central hole 
A- 2 170 21 ,800 21,630 0 11, 930 206 , 300 no f ailur e ; removed 
A- 3 120 12, 580 12, 460 0 6 , 900 3,435 ,100 
D-4 15 9, 155 9, 140 0 5, 160 26 ,182, 900 .... 

Type lB-l specimens having a cored hole reamed to \~ - in . di am . 

B-3 40 35,770 35,730 0 20, 450 10 , 300 

J B- 2 0 27 , 800 27,800 0 14 , 970 65,700 Through central 
D- 2 30 13,910 13,880 0 7, 910 2,229 , 000 hole 

L----._~~~ 
--~-- . - ----- --------- - --- - -- -- --- --

~ased on actual load range and zero m~n~mum load. 

bCalculated stress at minimum section based on load range and measured. 
dimensions of individual specimens. 

~ 
~ 

~ 
\J1 
\jJ 

K; 
rD 

I-' 
I-' 
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TABLE IV 

COMPARISON OF FATIGUE STRENarHS FOR PlATE-TYPE SPECIMENS OF WROUGHT AND CAST MATERIAL'3 

r Stress ratio Minimum stress oJ L Maximum stress 

Plate Specilnen Stress Number of cycles 
concentration 

material typea 
fact orb 105 5 X 105 106 2 X 106 

Tensile stress at failure, psi 

14s-T6c Round --- 47,500 42,200 40,400 ~8,900 
14S-T6c GX --- 18,700 14,600 13,700 12,900 

6lS_T6c Round --- 36 , 000 31,700 30,200 28,900 
61S-T6c GX --- 17,600 13,600 12,400 11,600 

355-T6 Round --- d23,000 16,900 14,900 13,000 
355-T6 1 --- 13,650 9,100 7,900 6,900 
355-T6 lB and lB-l --- 14,000 10,000 8,800 7,700 

Fatigue strength reduction fact ore 

14S-T6 GX 2 .8 2 ·5 2.9 2·9 3.0 
61S-T6 GX 2 .8 2 .0 2.3 2.4 2.5 

355-T6 1 2·7 1.7 1.9 1.9 1.9 
355-T6 lB 2· 7 1 .6 1.7 1 . 7 1.7 
355-T6 lB-l 2.5 1.6 1.7 1.7 1.7 

__ L -- - -

"'Round: round polished specilnen 

GX: test section 9 by 7~ by 1/4 in., single reamed centrally located hole (41/64-in. diam.) 

1 : test section at by 8 by 1/4 in ., single reamed centrally located open hole (l- in. diam.) 

lB: test section ~ by 8 by 1/4 in . , single cored centrally located open hole (l- in. diam.) 

lB-l: test section ~ by 8 by 1/4 in ., single reamed centrally located open hole (1ft - in. diam ') 

bCalculated stress concentration factor from table XVII of ref. 4. 
cUnpublished results . 
dExtrapolated value. 
~atigue strength reduction factor equals ratiO of 

fatigue strength of specilnen ~ith open hole. 
fatigue strength of round polished specilnen to 

~ 

107 

35,900 
11,800 

26,000 
10,000 

10,700 
5,600 
6,300 

3.0 
2.6 

1.9 
1.7 
1.7 

Material description 

J Rolled rectangular bar, 
1 by 7~ in . 

} Rolled rectangular bar, 
1 by 71. in. 

2 

J Separately cast test bars 
cast plate 

} Rolled rectangular bar, 
1 by 7* in. 

} Cast plate 

- - - - - - - - - ------ - ---

., 

f-J 
f\) 

~ 
0 
;J:> 

~ 
\Jl 
~ 
t-' 
f\) 
f\) 
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Classification 
Spec1men of 

porosity 

TABLE V 

srATIC AND FATIGUE TEar RESUIJl'S OF SMALL ROUND POLISHED SPECIMENS 

MACHINED FR(I.! Burr ENDS OF PlATE-TYPE SPECIMENS 

~lam . of teet sect ion, 0 · 300 in J 
Actual. load renae, Nan1Dal stress 

ranae, 
Direction Ib psi 

of spec1mena 

Min1lllum Msx1mum Minimum Msx1mum 

Cycl.es to 
fal1ureb 

Specimens machined fr01ll butt ends of type 3 spec1men Cl582- D7; no previous stress history; stress ratio J 0 

CI582-D7-4 Slight Trans . 0 2,210 0 >1,570 Static 
-9 Slight Loll8. 0 1,950 0 21,850 static 
-15 Slight TrtulB. 0 2,120 0 30, 200 Static 
-20 Slight Loll8. 0 1.,94<> 0 27,620 Static 
-1 Slight Trans. 5 640 0 ll,860 ~,9411 ,"700 
-3 Slight Trans. 10 700 0 9,640 3,758,500 
-5 Slight Trans. 0 1,185 0 16, 800 70,500 
-7 Slight Trans. 0 610 0 8,680 7,720,600 
-l} Sl1ght Trans . 0 1,655 0 23,820 7, 100 
-16 Slight Trans . - 5 490 0 7,030 1.O1,3}4,800 
-8 Slight Trans. 5 980 0 13,830 502,}OO 
-10 Slight Loll8 . - 5 820 0 11, 700 2,564,000 
-11 Slight Loll8 . 5 700 0 10,000 29 J 225 ,<XX> 
-17 Slight Long . 10 1 , 120 0 15,780 401,400 
-19 Slight Loll8 . 5 1,395 0 19,950 67,100 
-23 Slight Loll8. - 5 1 , 675 0 24,000 7,000 

Specimens machined fran butt ends of type 3 specimen Cl.582-D7j no previous history; stress ratio, ..Q.5 

Cl582-D7-2 Slight Trans . -420 640 - 5,980 11,960 543,000 
-6 Sl1ght Trans . - 625 1,250 -8,960 17,920 196,500 
-14 Slight Trans . -835 1,670 - 11,975 23, 950 3,100 
-18 Sl1ght Long. -695 1,390 -9,910 19,820 102,600 
-22 Sl1ght Long. - 280 j60 -3,995 7,990 8,420,500 

Specimens machined £rom butt ends of type 3 spec1men C1582-D7; no previous bistory; stress rat10, -1.0 

cl582-D7 -12 Sl1ght Long . -710 710 -10, 060 10, 060 1,599,600 
-24 Sl1g)1t IDng. - 1,740 1,740 -24, 850 24,850 3,500 

Specimens machined fran butt end of type }A specimen cl582-B7 tested for 134, 627,600 cycles fran 
zero to 6,050 psi in test section; str ess ratio, 0 

c1582-B7- A Medium Trans . 0 1,535 0 22,000 
-AI Medium Trans . 0 1,115 ° 15,950 
-B Medium Trane. 0 700 0 10, 000 
-Bl Little Trans . 10 1 , 160 ° 15, 920 
-C S11g)1t IDng . 0 1 , 550 0 22, 000 
-Cl Little Long. 5 1,135 0 16, 040 
-D Slight IDng . 0 1., 125 0 16,000 
-D1 Slight IDng. - 5 715 ° 10,170 

Specimens fran butt end. of type 5 spec1men C2334-8 tested for 95 , 503 , 200 cycles frem zero to 
5, 9,0 psi 1n test section; stress ratio, 0 

C2334-8-A Appreciable Trans . 10 1 , 120 0 15, 830 
-Al Sl1g)1t Trans. 0 1 , 540 ° 22,060 
-B ApprecIable Trans . - 5 1 , 510 0 21, 760 
-Bl Appreciable Trans . 0 840 ° 12, 000 
-C Heavy Loll8 . 0 1 , 540 0 21, 880 
-Cl Appreciable Long . 0 705 0 10, 060 
-D Heavy IDll8. ° 1 , 050 ° 15, 000 
-Dl Heavy Loll8 . ° 700 0 10, 000 

Specimens fran butt ends of type 6 specimen C2771- 7 tested for 68 , 329, 700 cycle. fran zero to 
6,870 psi in test sectlon; stDess ratiO, 0 

C277l- 7-A Appreciable Trans . 0 1 , 125 0 16 ,000 
-Al Heavy Trans . - 5 1 , 540 0 22, 040 
-B Heavy Trans . 0 1,115 0 15, 94<> 
-Bl Heavy Trans . 0 700 0 9,960 
- C Heavy IDng. 5 1 , 545 0 21,930 
-Cl Heavy Long . 0 1 ,120 0 15,94<> 
-D Heavy Long . 0 700 0 1.0, <XX> 
-Dl Heavy IDll8 . 0 1,330 0 19, 000 

Specimens fran butt ends of plain-type specimen C1205-F tested for 21, 059, 000 cycles from zero to 
7, 310 psi i n test section; strese ratiO, 0 

Cl205-F-A Slight Trans . 0 1,130 0 15 , 990 
-Al Appreciable Trans . 10 1,540 0 21,BBo 
-B Slight Trans . 5 710 0 10,000 
-B1 Slight Trans . 0 1,125 0 16,050 
-C Sl1ght IDng . 10 1,540 0 21, 950 
-Cl Slight Loll8 . 0 1 , 130 0 16, 000 
-D Slight Long . 0 700 ° 10,070 
-Dl Sl1g)1t IDng. 0 1 , 550 ° 22,000 

aWlth refereoce to lOD81.tudlnal center lIne of plate- type spec imeo . 
bAll spec1mens failed . 
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L-82097 
Figure 2.- Conditions of open hole in monobloc sand-cast specimen. 
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APPRECIABLE HEAVY 

L-82098 
Figure 6. - Coupons used in grading O. 300- inch-diameter specimens for 

visual porosity ratings . 
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L-92099 
Figure 11 .- Typical fatigue fracture of sand- cast specimen with unreinforced 

open hole . (As- cast hole shown . ) 


