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(57) ABSTRACT 

A current determiner having an output at which representa- 
tions of input currents are provided having an input con- 
ductor for the input current and a current sensor supported 
on a substrate electrically isolated from one another but with 
the sensor positioned in the magnetic fields arising about the 
input conductor due to any input currents. The sensor 
extends along the substrate in a direction primarily perpen- 
dicular to the extent of the input conductor and is formed of 
at least a pair of thin-film ferromagnetic layers separated by 
a non-magnetic conductive layer. The sensor can be electri- 
cally connected to electronic circuitry formed in the sub- 
strate including a nonlinearity adaptation circuit to provide 
representations of the input currents of increased accuracy 
despite nonlinearities in the current sensor, and can include 
further current sensors in bridge circuits. 

25 Claims, 8 Drawing Sheets 
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MAGNETICALLY COUPLED SIGNAL 
ISOLATOR 

CROSS REFERENCE TO RELATED 
APPLI CAT1 ON 

This application is a division of application Ser. No. 
081698,903, filed Aug. 16, 1996, now U.S. Pat. No. 5,831, 
426 entitled “Magnetic Current Sensor.” 

This invention was made with government support under 
Contract No. NASW-4984 awarded by NASA. The govern- 
ment has certain rights in this invention. 

BACKGROUND OF THE INVENTION 

The present invention relates to ferromagnetic thin-film 
structures exhibiting relatively large magnetoresistive char- 
acteristics and, more particularly, to such structures used to 
sense magnetic fields. 

Many kinds of electronic systems make use of magnetic 
devices including both digital systems, such as memories, 
and analog systems such as field sensors. Magnetometers 
and other magnetic sensing devices are used extensively in 
many kinds of systems including magnetic disk memories 
and magnetic tape storage systems of various kinds. Such 
devices provide output signals representing the magnetic 
field sensed thereby in a variety of situations. 

One use for such magnetic field sensors is the sensing of 
magnetic fields generated by electrical currents in a conduc- 
tor as a basis for inferring the nature of such current giving 
rise to these fields. While this has long been done for 
magnetic fields generated by substantial currents, such sens- 
ing becomes more difficult to accomplish in lesser ranges of 
currents that include relatively small currents. The need for 
sensing fields due to such small currents arises, for instance, 
in situations where the currents generating the fields to be 
measured are provided merely as a basis for conveying 
signal information rather than for transmitting substantial 
electrical energy. 

Such a situation occurs in many medical systems, instru- 
mentation systems and control systems where there is often 
a need to communicate signals to system portions over 
signal interconnections from an external source or from 
another portion of the system. Often, the conductors carry- 
ing signal currents for such purposes must be electrically 
isolated from the portion of the system containing the sensor 
arrangement for those signals to measure the resulting 
magnetic fields. As an example, a long current loop carrying 
signal information in the loop current may, through lightning 
or static electricity discharges, become subject to having 
large voltage potentials relative to ground developed 
thereon. Such potentials must in many instances be kept 
from the signal sensing and receiving circuitry to avoid 
damage thereto even though that circuitry must still be able 
to capture the signal information contained in the loop 
current. 

Signal isolators for these purposes are often preferably 
formed in monolithic integrated circuit chips for reasons of 
cost, convenience and system performance. In such an 
arrangement, one or more solid state magnetic field sensors 
are used to detect the magnetic fields provided by the 
currents containing the signals. A kind of magnetic field 
sensor which has been used in this situation is a Hall effect 
device. Such devices are often not satisfactory for sensing 
the magnetic fields due to small currents because of the 
limited sensitivity they exhibit with respect to magnetic 
fields. 
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Furthermore, there is often a lack of satisfactory remedial 

or supplementary measures in such arrangements for 
improving the limited sensitivity of Hall effect devices. The 
use of field concentrators is difficult to provide in a mono- 
lithic integrated circuit containing a Hall device because of 
the magnetically sensitive axis of that device being perpen- 
dicular to the directions the Hall device in the monolithic 
integrated circuit extends over the substrate supporting that 
device, i.e. the device axis of sensitivity is parallel to the 
thickness of the device rather than to the width or length 
thereof. Also information provided by Hall devices as to the 
magnetic fields measured thereby is in the form of a voltage 
which limits the use of such devices in bridge circuits which 
might otherwise be used for purposes of increasing the 
output signal providing the current signal information. 

Another possibility in either hybrid integrated circuits or 
monolithic integrated circuits for signal isolation is the use 
of a light source having its electromagnetic radiation inten- 
sities controlled by signal currents from a signal source. 
Such a light source is electrically isolated from a light 
detector provided in the integrated circuit that is used to infer 
the nature of the signal currents from the light transmitted to 
and received thereby. Difficult engineering and economic 
problems make this an unsatisfactory solution as they do 
various alternative capacitance based coupling solutions. 
Thus, there is a need for a signal isolation device exhibiting 
relatively high sensitivity which can be fabricated at a 
reasonably economic cost. 

SUMMARY OF THE INVENTION 
The present invention provides a current determiner hav- 

ing an output at which representations of input currents are 
provided for input currents that are supplied from a source, 
the current determiner comprising an input conductor and a 
first current sensor both supported on a substrate adjacent to 
and spaced apart from one another so they are electrically 
isolated with the first current sensor positioned in those 
magnetic fields arising from any input currents. The first 
current sensor is formed of a plurality of magnetoresistive, 
anisotropic, ferromagnetic thin-film layers at least two of 
which are separated from one another by a non-magnetic, 
electrically conductive layer positioned therebetween. 

This first current sensor extends primarily along a first 
direction across the substrate and the input conductor 
extends primarily along a second direction across the sub- 
strate which is approximately orthogonal to the first direc- 
tion. A layer of material exhibiting a substantial magnetic 
permeability can be used therewith positioned near both the 
input conductor and the first current sensor to serve as a 
magnetic field concentrator and as a shield against any 
unwanted external magnetic fields. 

This sensor can be electrically connected to other elec- 
tronic circuitry formed in the substrate. Such circuitry can 
include a nonlinearity adaptation circuit to provide more 
accurate representations of the input currents despite non- 
linearities in the current sensor. Further current sensors also 
adjacent the input conductor or an output conductor can be 
provided to form bridge circuits to increase sensitivity. 

BRIEF DESCRIPTION OF THE DRAWINGS 
FIGS. 1 A  and 1B represent a plan view of a portion of a 

monolithic integrated circuit structure embodying the 
present invention, 

FIGS. 2A, 2B, 2C, 2D and 2E represent layer diagrams of 
parts of the structure portion shown in FIG. 1, 

FIG. 3 shows a characteristic of a structure like that 
represented in FIGS. 1 and 2, 
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FIG. 4 shows a circuit schematic diagram of a circuit 

embodying the present invention, 
FIG. 5 shows a circuit schematic diagram of an alternate 

circuit embodying the present invention, and 
FIG. 6 represents a plan view of a portion of an alternate 

monolithic integrated circuit structure embodying the 
present invention. 

DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENTS 

Magnetic field sensors for such signal isolators, based on 
magnetoresistive sensing of magnetic conditions occurring 
therein, can be advantageously fabricated using ferromag- 
netic thin-film materials. Such devices may be provided on 
a surface of a monolithic integrated circuit to thereby allow 
providing convenient electrical connections between the 
sensor device and the operating circuitry therefor. 

In the recent past, providing such sensors in the form of 
an intermediate thin layer of a separating material having 
two major surfaces on each of which an anisotropic ferro- 
magnetic thin-film is positioned has been found to lead to a 
“giant magnetoresistive effect” in the sensor if the thick- 
nesses of the ferromagnetic thin-films and the intermediate 
layers in such a “sandwich” structure have been made 
sufficiently small in thickness. This effect can be enhanced 
by forming such sensors with additional alternating ones of 
these ferromagnetic films and intermediate layers to form 
superlattices. The resulting enhanced “giant magnetoresis- 
tive effect” can yield a magnetoresistive response which can 
be in the range of up to an order of magnitude greater than 
that due to the well known anisotropic magnetoresistive 
response. Sensors similar to those described herein for 
sensing magnetic fields external to those monolithic inte- 
grated structure devices containing such sensors are 
described in earlier filed co-pending applications by J. M. 
Daughton entitled “Magnetoresistive Structure With Alloy 
Layer” having Ser. No. 081384,647, now U.S. Pat. No. 
5,617,071,and “Magnetic Structure with Stratified Layers” 
having Ser. No. 081096,765, now abandoned, by J. M. 
Daughton both assigned to the same assignee as the present 
application and hereby incorporated herein by reference. 

FIG. 1 A  shows a plan view of a signal isolator formed as 
a portion of a monolithic integrated circuit including a 
supporting semiconductor chip as part of the isolator sub- 
strate which can have conveniently provided therein the 
operating circuitry for this signal isolator. Alternatively, the 
signal isolator could be formed as part of a hybrid integrated 
circuit on a ceramic substrate. FIG. 1B shows a fragmentary 
view of a portion of the view shown in FIG. 1A enlarged for 
greater clarity, and also has a part thereof broken out to 
reveal the structure therebelow again for greater clarity. The 
optional protective layer that is provided over the structure 
shown as used has been omitted in this view for clarity as 
have some other layers so that the structure portions are 
shown in solid line form except for structure portions 
beneath other structure portions appearing in those figures 
which are shown in dashed line form. 

Corresponding to FIGS. 1Aand 1B are FIGS. 2A, 2B, 2C, 
2D, and 2E which are layer diagrams of corresponding 
portions of the structures shown in FIGS. 1A and 1B as 
marked therein. These layer diagrams give an indication of 
the structural layers leading to the structures shown in FIGS. 
1 A  and 1B but are not true cross-section views in that many 
dimensions are exaggerated or reduced for purposes of 
clarity. 

As indicated above, the current sensing structure is typi- 
cally provided on a semiconductor chip, 10, having suitable 

operating circuitry for the sensor provided therein. An 
electrical insulating layer, 11, formed on semiconductor chip 
10  by sputter deposition of silicon nitride, supports a current 
sensor “sandwich” structure comprising a pair of ferromag- 

5 netic thin-film layers that are separated from one another by 
a non-magnetic, electrically conductive intermediate layer 
as will be described in more detail below. The substrate for 
the current sensor formed of semiconductor chip 10 and 
support layer 11 is designated 1 0 , l l  in FIGS. 2A, 2B, 2C and 
2E as insulating layer 11 and semiconductor chip 10 are not 
distinguished from one another in those figures. Aportion of 
just layer 11 is shown in the higher resolution drawing of 
FIG. 2D. Typically, layer 11 is f!rmed by the silicon nitride 
to a thickness of about 10,000 A. 

Thereafter, the “sandwich” structure mentioned above is 
provided on layer 11 with each of the ferromagnetic thin- 
film layers and the intermediate layer being provided 
through sputter deposition as the basis for forming the 
magnetoresistive circuit resistor serving as the current sen- 

2o sor. This multilayer structure will have a sheet resistivity of 
approximately 13 Q10, or higher, and will exhibit a giant 
magnetoresistive effect exceeding five percent along with a 
saturation field of approximately 40 Oe. 

In this structure, the first layer provided is a composite 
25 ferromagnetic thin-film layer sputter deposited onto nitride 

layer 11 with the result shown in FIG. 2D, a first stratum, 12, 
of this composite ferromagnetic thin-film layer being formed 
of an alloy of 6 5 p  nickel, 15% iron and 20% cobalt to a 
thickness of 40 A which will have a magnetic saturation 

30 induction typically of about 10,000 Gauss. The deposition of 
this layer occurs in the presence of an external magnetic field 
in the plane of the film oriented along a direction parallel to 
the plane of the figure which results in the film having a 
face-centered cubic structure. This fabrication field will 

35 leave the easy access directed along the plane of the figure. 
Asecond stratum, 13, is also provided in a sputter deposition 
step in the presence of a similar fabrication magnetic field. 
The second stratum i,s formed of 5% iron and 95% cobalt to 
a thickness of 15 A resulting in this material having a 

40 magnetic moment of approximately 16,000 Gauss which is 
a value higher than that of the magnetic moment of first 
stratum 12. This higher magnetic moment material is pro- 
vided adjacent the intermediate layer next to be formed to 
obtain a greater giant magnetoresistive effect, but lower 

45 moment stratum 12 is provided to keep the resulting current 
sensor more sensitive to smaller fields than it would be in its 
absence. 

Thereafter, an intermediate layer, 14, is provided by 
sputter deposition onto layer 13, this intermediate layer 

50 being electrically conductive but nonmagnetic. Laye: 14 is 
typically formed of copper to a thickness of 35 A. The 
provision of layer 14  is followed forming a second com- 
posite ferromagnetic thin-film layer that is provided on layer 
14, and its structure matches that of the first composite layer 

5s comprising strata 12 and 13, except for being in reverse 
order, because of the use of the same deposition steps. As a 
result, the stratum having the greater magnetic moment is 
again adjacent to layer 14  and the lesser magnetic moment 
stratum is provided thereon. Since the strata are otherwise 

60 the same, they have been designated in FIG. 2D as 13’ and 
12’ in corresponding to strata 13 and 12. 

layer 
of tantalum or tantalum nitride is sputter deposited on 
stratum 12’ to passivate and protect stratum 12’ below, and 

65 to allow electrical interconnections thereto for circuit pur- 
poses. The resulting layer, 15, of tantalum or tantalum 
nitride, because of its conductivity, leads to the occurrence 

15 

After completing this “sandwich” structure, a 200 
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of some shunting away of current from the rest of the current 
sensor to thereby provide effective reduction of the giant 
magnetoresistive effect achieved by the so constructed cur- 
rent sensor. Layer 15 is shown in broken form in FIG. 2D 
because of its significantly greater thickness compared to the 
ferromagnetic composite layers and the non-magnetic inter- 
mediate layer. 

Similarly, a further layer, 16, deposited on layer 15, is 
shown in broken form inoFIG. 2D because of its relatively 
greater thickness of 100 A. Layer 15 is first sputter cleaned 
which removes around 75 A thereof. Layer 16 is a sputter 
deposited on cleaned layer 15 as a chrome silicon layer with 
40% chrome and 60% silicon to serve as an etch stop for the 
subsequent etching of a milling mask layer to be provided 
thereover. 

Thus, another layer of silicon :itride is sputter deposited 
on layer 16 to a depth of 1000 A to be used as a milling 
mask, but this layer is not shown in FIG. 2D because its 
remnants will be incorporated in a further insulating layer to 
be provided later. On this silicon nitride mask layer, photo- 
resist is deposited and patterned in such a way as to form an 
etching mask for leaving a masking pattern on the silicon 
nitride mask layer after etching. This last pattern is to result, 
after milling therethrough, in a serpentine resistor structure 
to serve as the current sensor with interconnection exten- 
sions extending therefrom for interconnecting this resistor 
into the device circuit network. Reactive ion etching is used 
with the patterned photoresist to remove the exposed por- 
tions of the silicon nitride mask layer down to chrome 
silicone layer 16 serving as an etch stop. The remaining 
portions of the silicon nitride layer serve as the above 
mentioned milling mask for the subsequent ion milling step 
which removes the exposed portions of chrome silicon layer 
16 and then the now exposed portions of the second com- 
posite ferromagnetic thin-film layer formed as strata 13' and 
12', then the now exposed portions of intermediate nonmag- 
netic layer 14, and then the now exposed portions of the first 
composite ferromagnetic thin-film layer formed as strata 13 
and 12 down to silicon nitride layer 11. 

The resulting current sensor and interconnection 
structure, 17, is shown as a single layer structure where it 
appears in the layer diagram figures, other than in FIG. 2D, 
rather than the multilaver structure that it is because of the 

Two separate etches of layer 20 are performed after its 
provision. In the first, photoresist is patterned thereover to 
provide openings therein where openings are desired in 
insulator layer 20 for forming electrical interconnections 

5 with structure 17. Reactive ion etching is used to provide 
openings, 21, in layer 20 to expose layer 16 of structure 17 
as shown in FIG. 2C. In the second etching step, photoresist 
again is provided in a pattern having openings therein where 
openings, 22, are to be formed in insulation layer 20, in 
insulation layer 11, and in any other layers in semiconductor 
chip substrate 10 required to expose interconnection pads, 
23, therein for connection of current sensor and interconnect 
structure 17 to circuits connected to pads 23 in the mono- 
lithic integrated circuit forming semiconductor chip 10. A 

1s portion of a pad 23 is shown in FIG. 2C with the remainder 
of the interconnection circuitry and the electronic circuits 
electrically connected thereto in chip 10 not being shown. 

With these openings in insulator 20 completed, a first 
layer, 24, of metal interconnections is provided beginning 

2o with sputter cleaning to remove approximately half of the 
thickness of the exposed portions of chrome silicon layer 16. 
This cleaning is followed by sputter depositing a layer of 
aluminum alloyed with 2% copper which fills in openings 21 
and 22 but which is otherwise supported on the upper 

2s surface of insulator layer 20. Layer 24 is conductively 
connected to the "sandwich" structure portion of structure 
17 through filling in openings 21 so as to be conductively 
connected thereto through the remaining portions of chrome 
silicon layer 16 and tantalum layer 15, and is further 

30 connected to 20 pads 23 directly through the filling in of 
openings 22. Photoresist is provided over layer 24 and 
patterned to expose unwanted portions thereof which por- 
tions are subsequently removed by reactive ion etching to 
result in the desired interconnection sure for first metal layer 

The removal of unwanted portions of layer 24 results in 
several structures, the most important of which is the major- 
ity of the input conductor through which signal currents are 
conducted, this major portion being in the form of a six turn 

40 coil, 25, shown in FIG. 1A following something of a 
hexagonal path. Portions of coil 25 are indicated by the same 
numerical designation in FIGS. lB, 2A and 2B. A coil 
interconnection aortion. 25'. is formed of the same first laver 

3s 24. 

, ,  
larger scale used in those figures. Thus, in this single layer interconnection metal and leads from the right-hand side of 
form, the resulting current sensor and interconnection struc- 45 coil 25 in FIG. 1A down to an external interconnection pad 
ture 17 is shown in both FIGS. 2B and 2C. Portions of this arrangement, 26, which comprises a first layer interconnec- 
structure can also be seen in the plan views of FIGS. 1A and tion metal base having a second interconnection layer metal 
lB, and the structure is designated by numeral 17 in those portion provided thereon as will be described further below. 
figures also. The easy axes of the ferromagnetic thin-film The other end of coil 25 is also connected to an intercon- 
composite layers are perpendicular to the direction of extent 50 nection pad arrangement, 27, as will be further described 
of the longest segments of the current sensor in structure 17. below. In addition, interconnection paths, 28 and 29, are 

Following completion of current Sensor and interconpec- extended from the ends of interconnection extensions in 
tion structure 17, an insulating layer, 20, of 10,000 A of current sensor and interconnection structure 17 to intercon- 
silicon nitride or more is provided by sputter deposition over nection pads, 30 and 31, also shown in FIG. 1A. Intercon- 
sure 17 (including over the remnants of the silicon nitride ss nection path 28 is also designated by the same numerical 
milling layer which are shown combined in this insulating designation in FIG. 2E. 
layer in FIGS. 2A, 2B, 2C and 2E) and on the exposed First metal interconnection layer ,24 is typically deposited 
portions of silicon nitride layer 11. The quality and thickness in a thickness from 5000 to 7500 A to assure that some of 
of insulating layer 20 are quite important as they determine the resulting conductive structures can accept current den- 
the voltage withstanding capability of that layer between 60 sities of up to 5 mA/pm in the current conductor carrying the 
voltages appearing on the input conductor to be provided for signal currents without the occurrence of excessive heating 
carrying the signal currents and current sensor and intercon- or electromigration. Alternative metals can be used, such as 
nection structure 17 as will be described further below. gold or copper or tungsten for this first layer of intercon- 
IFsulator layer 20, of good quality and a thickness of 10,000 nections if desired. As further alternatives, the number of 
A, will provide a breakdown voltage exceeding lOOOV, and 65 turns in coil 25 and both the thickness and width of the 
thicker layers can be used to increase the ability of insulator conductors forming that coil can be varied to affect the 
layer 20 to withstand substantially greater voltages. impedance it presents to sources of input currents. Addi- 
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tional circuit structures can be fabricated therewith for interconnection pads 26,27,30 and 31 where via openings, 
impedance adjustment reasons. 44, are to be provided in layer 40. Reactive ion etching is 

The completion of coil 25 and interconnection paths 28 used to Provide such openings as Seen in FIG. 2E which 
and 2,9 is followed by depositing another layer of typically allow for subsequent interconnections to exterior circuits, 
7 5 0 0 ~  of silicon nitride thereover, and Over the exposed 5 usually through ball bonding wires to bases 39 therethrough. 
portions of layer 20, to form a further insulating layer, 35, The wafers in which the devices just described are fabricated 
Photoresist is deposited over layer 35 with patterned open- are then ready for wafer testing, separating the individual 
ings therein below which holes are to be provided in layer devices into separate chips and Packaging them. 
35 to accommodate interconnections being made by a sec- A basic mode of operation of the signal isolator device 
ond layer of interconnection metal to be described below. 10 shown in FIGS. lA, lB, 2A, 2B, 2C, 2D and 2E would be 
Reactive ion etching is used to form these openings, 36, in to provide a constant current through current sensor and 
layer 35 as shown in FIGS. 2A and 2E. interconnection structure 17 while monitoring the voltage 

On second insulator layer 35, a further metal deposition is that Occurs across that structure. This voltage Will be a 
made to form a second metal interconnection layer, 37, again function of the magnitude of the signal current introduced 
of that layer and 15 through coil 25 because of the magnetoresistive nature of 
fill in openings 36, The filling in of openings 36 by metal structure 17. The measured voltage is thus an indication of 
layer 37 directly connects that layer to the exposed parts of the electrical resistance of current sensor and interconnec- 
the structures formed from the remaining portions of layer tion structure 17 as well as the magnitude of the current 
24 as is shown in FIGS, 2~ and 2 ~ .  L~~~~ 37 is typically flowing in coil 25, at least for currents in coil 25 having 
deposited to a thickness of 3500 A. Photoresist is spread 2o sufficiently small frequency content. 
thereover with openings therein where the unwanted por- The resistance measured for structure 17 is found to be 
tions of layer 37 are to be eliminated, and reactive ion nearly symmetrical about zero signal currents in coil 25 so 
etching is undertaken to provide this elimination of layer 37 that the resistances found for both positive and negative 
portions. The structures that result from this elimination are currents through that coil of the same magnitude are 
shown in FIG. 1A including a lead-out, 38, which extends 25 approximately equal to one another. However, the resistance 
from the interior end of coil 25, as seen in FIG. 2A, over of structure 17 is found to be a nonlinear function of the 
insulator 35 and thus over coil 25 to pad 27. Remaining magnitudes of the signal currents in coil 25 as can be seen 
portions of second metal layer 37 are also used to form metal in FIG. 3. This nonlinearity is thought to result from the 
bases, 39, for pads 26,30 and 31 that also transfer signals up structural arrangement of the device described in these 
from remaining portions of first metal layer 24 such as is 30 figures, and from the magnetic properties of the "sandwich" 
shown in FIG. 2E. No dashed lines are attempted to show structure forming the current sensor in current center in 
which layers are covered by other layers in FIG. 1A. interconnection structure 17 as well as the magnetic prop- 

A further insu@tor layer, 40, is provided by sputter erties of the material in shield and concentrator layer 43. In 
depositing 7500 A of silicon nitride Over the remaining addition, for sufficiently large signal currents in coil 25, 
portions of metal layer 37 and the exposed portions of 35 thermal effects will also affect the resistance of current 
insulator layer 35, Insulator layer 40 as a passivation sensor and interconnection structure 17 because of tempera- 
and protection layer for the device structures therebelow, ture coefficients of that structure typically having values 
and also serves as a base for a permeable mass to be around 1400 PPm/"C. The frequency range Over which 
provided to serve as a flux shield and concentrator over the operations of the device are typically unaffected by frequen- 
portion of coil 25 that is above the current sensor portion of 40 cies UP to the tens Or hundreds of megaHertz. 
current sensor and interconnection structure 17. Signal isolators like that described in FIGS. lA, lB, 2A, 
ne structure for such a concentrator is begun by depos- 2B, 2C, 2D, and 2E will exhibit representations at its output 

iting a ferromagnetic thin-film initiation layer, 41, which for the currents flowing in coil 25 that are limited in 
serves as an electrode for subsequent electroplating steps 45 accuracy because of the nonlinearity just m e h m e d .  This 
and as an adhesion layer for adhering the next layer of metal performance limitation can be substantially reduced through 
to be provided thereon to insulator layer 40. Photoresist is the use of two Or more such signal isolators in an input 
then deposited and patterned to provide an opening therein circuit to allow such added isolators to aid in countering the 
Over the portion of layer 41 above a part of the current effects of the nonlinearity exhibited by the initial isolator. 
in current and interconnection strucJure 17, Into this One such input circuit for accomplishing this result is the use 
opening, there is then electroplated 20,000A of gold to serve of inPut-outPut current tracker, 50, shown in FIG. 4. 
as a stress relief layer, 42, for the permeable material mass Current tracker 50 is operated between a first terminal, 51, 
to be subsequently deposited thereon. The photoresist that suited for connection to a supply of positive voltage and a 
was applied after the deposition of the initiation layer is then further terminal, 52, suited for connection to a supply of 
removed, and a new layer of photoresist is applied defining 55 negative voltage. Another terminal, 53, is connected to 
an opening above stress relief layer 42. A permeable mass, provide a reference voltage, or ground reference voltage, 
43, is then formed in this latest opening by electroplating, with respect to which the voltages on terminals 51 and 52 are 
the mass being formed of a permeable material alloy com- supplied. 
prising 80% iron and 20% nickel deposited to a thickness of Tracker 50 has a pair of input terminals corresponding to 
14 microns. 60 interconnection pad arrangements 26 and 27 of FIG. lA, and 

The photoresist guiding the plating of layer 43 is then those designations have been used again in FIG. 4 for these 
removed. The device is dipped in an acid bath formed of a input terminals. Similarly, coil 25 from FIG. 1A is intercon- 
mixture of phosphoric, acetic and nitric acids to remove nected between terminals 26 and 27, and is again designated 
initiation layer 41 from the portions thereof not under layers 25 in FIG. 4. Coil interconnection portion 25' and coil 
42 and 43. The resulting permeable mass shield and con- 65 lead-out 38 of FIG. 1A are marked with those designations 
centrator is shown in FIG. 2B. A further layer of photoresist for the equivalent conductor portions shown in FIG. 4. 
is then deposited on the device with openings therein over Finally, current sensor and interconnection structure 17 from 

alloyed with 2% copper to 
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FIG. 1A and FIG. 1B is marked as an equivalent resistor in that voltage occurring at the junction of member 17 and 
FIG. 4. Coil 25 and current sensor and interconnection current source 56 and the voltage occurring at the junction 
structure 17 are shown together in a dashed line box, 54, to of magnetoresistive member 17' and current source 51. 
show they together form a magnetoresistive effect based This voltage difference simultaneously also occurs 
current sensor arrangement. 5 between the differential inputs of operational amplifier 58 

The remaining portions of current tracker 5o in FIG, 4 serving as a transconductance amplifier, or voltage-to- 
differ from what is shown in FIGS, 1A and 1B beginning current inverter, and so is amplified by that amplifier to 

supply a corresponding output current therefrom through with the addition of a further magnetoresistive effect based diode 59 into coil member 25". Such a current causes a current sensor arrangement, 55, intended to be fabricated to magnetoresistive effect based change in the resistance of match the structure of magnetoresistive effect based current 10 member 17, in a direction tending to null out the differential 
54. AS a 
55 is designated 17' and the 

the magnetoresistive member Of voltage initially appearing between the input terminals of 
operational amplifier 58 due to the input current introduced member is 

nated 25" in the dashed line box representing magnetore- at terminal 26, 
sistive effect based current sensor 55. Since magnetoresistive members 17 and 17' in sensors 54 

Magnetoresistive members 17 and 17' of sensors 54 and and 55, respectively, are fabricated so as to be well matched 
55, respectively, are each supplied a constant current during to one another, the intended result is that the change in 
operation by a corresponding one of a pair of constant resistance in member 17', due to the current in coil 25", 
current sources, 56 and 57. These constant current sources should just equal that change that occurred in member 17 
are intended to be fabricated to be matched to one another due to the input current introduced in coil 25. Thus, such a 
in structure so that the current supplied by each closely 2o balancing of resistance changes should lead to no significant 
matches that supplied by the other. Current Source 56 is voltage difference remaining between the differential input 
connected between terminal 51 and magnetoresistive mem- terminals of operational amplifier 58 when the current at its 
ber 17, and current source 57 is connected between terminal output supplied to coil 25" just matches that introduced 
51 and magnetoresistive member 17'. Each of magnetore- through terminal 26. Hence, an output current is supplied at 
sistive members 17 and 17' have the opposite ends thereof 25 the output of operational amplifier 58 to coil 25" that is 
connected to terminal 52 to form a half bridge circuit having essentially equal to the current established through terminal 
each bridge circuit member supplied by a corresponding 26 even though magnetoresistive members 17 and 17' are 
constant current source, and with each member subject to not necessary h e a r  functions of the currents flowing in coil 
having its resistance value changed by currents flowing in members 25 and 25'. In these circumstances, the output 
the coil adjacent thereto. 30 voltage of operational amplifier 58 supplied to output 

operational amplifier, 58, has its differential inputs terminal, 60, is a measure of the current flowing in input 
each connected to the corresponding junction of one of the 
current sources and magnetoresistive members. Thus, the This desired result of matched input and output currents, 
inverting input of operational amplifier 58 is connected to however, depends on the closeness of the matching of the 
the junction of current 56 and magnetoresistive 35 characteristics of magnetoresistive members 17 and 17' of 
member 17. The non-inverting input of operational amplifier Sensors 54 and 55, and the closeness of matching of the 
58 is connected to the junction of current source 57 and currents supplied by current Sources 56 and 57. The Presence 
magnetoresistive resistive member 17'. The output of opera- of nonlinearities in the response of magnetoresistive mem- 
tional amplifier 58 is connected to the anode of a diode, 59, ber 17 and 17' to currents in coils 25 and 25', respectively, 
and to an output, 60, of current tracker 50, addition, 40 does not alter this desired outcome if members 17 and 17' are 
operational amplifier 58 is connected to both terminals 51 well matched, including in their nonlinearity aspects, but 
and 52 at its corresponding positive and negative voltage such nonlinearities, Poorly matched, can result in a less 
supply terminals. Operational amplifier 58 is a differential desirable outcome. 
input, single output, high gain, high input impedance, low 45 This can be seen in the equations characterizing the 
output impedance amplifier operated in the circuit of FIG. 4 behavior of current tracker 50 which can be found based on 
as a transconductance amplifier. setting the output current in coil 25" equal to the amplified 

Diode 59 has its cathode connected to coil member 2511 of difference in voltages at the inputs of amplifier 58 as 
55, The opposite side of coil member 251 is connected determined by the values of the resistance characteristic 

flow through coil member 2511 to flowing into ground, and currents supplied by current sources 56 and 57, and the input 
not flowing from ground through that coil. This is done current, yielding 

26. 

to ground terminal 53. Diode 59 is used to restrict current expressions for magnetoresistive members l7 and 17', the 

because of the symmetry in the resistance characteristic of 
magnetoresistive members 17 and 17' versus the current in 

Io,,=G[15,(R1 7'Ko+R1 7'KlIo,,+R1 7'Kdo,:) -IS6(R1 7K0+R17K11,,+ 
R17I,,')]. 

the adjacent Coil, a symmetry which could lead to a noise ss In this expression I,,, represents the output current of 
pulses forcing the circuit to reach a stable state for current amplifier 58 established at its output through coil 2511, and I, 
flows in either direction through coil member 25" despite a represents the input current supplied to terminal 26 to pass 
current flow in only one direction in input coil member 17. through coil 25, The currents I,, and I,, are the currents 

Input currents to be sensed and tracked by current tracker established by the corresponding ones of current sources 56 
50 are supplied to input terminal 26 of tracker 50 to result 60 and 57. The gain constant G represents the transconductance 
in that current being established through coil 25 of sensor 54 of operational amplifier 58 between its output and its dif- 
and out of terminal 27. Such a current causes a magnetic ferential inputs. 
field to form thereabout, and so about magnetoresistive Each of magnetoresistive members 17 and 17' are mod- 
member 17 in sensor 54, to effectively change the resistance eled in the foregoing equation as nonlinear resistors to 
thereof. Such a resistance change causes a change in the 65 second order with respect to the currents in the correspond- 
voltage present at the junction of member 17 and current ing ones of coils 25 and 25". The expressions for these 
source 56, and so leads to a difference in voltages between models are 
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Rl,=R17Ko+R17KlI,,+R17KJ~nz, 

R,, =R1 7'Ko+R1 7'K,Io,,+R1 7'KJou: 

some instances be a need for substantial efforts to assure 
good matching of these characteristics or to counteract the 
effects of any mismatch. One standard way of improving the 

That is, magnetoresistive member 17 and 171 are modeled as match would be to adjust the resistance value of one of these 
nonlinear resistors by power series in the current sensed by s magnetoresistive members to more closely match that of the 
them to the second order of those currents, The coefficients other after fabrication by use of well known resistor trim- 
in these expressions for the zeroth power are ~ 1 7 ~  and ming techniques. Another possibility is to swap the positions 
~ 1 7 t ~ ,  respectively, for the first power are ~ 1 7 ~ , ,  and of the current sources in the circuit of FIG. 4 during 
R17lK,, respectively, and for the second power are ~ 1 7 ~ ~  operation sufficiently often to effectively average the results 
and ~ 1 7 1 & ,  respectively, A best fit to the characteristic 10 obtained in each of those situations in providing the circuit 
shown in FIG, 3 for a magnetoresistive member such as output to overcome mismatches in those current sources. 

sion gives an expression for these magnetoresistive mem- mentary metal-oxide-semiconductor field-effect transistors 
bers of as analog transmission gates which would be integrated in 

1s the same monolithic integrated circuit as current sources 56 
and 57 and magnetoresistive members 17 and 17'. 

A further possibility would be to go to a full bridge circuit 

member 17 and 17' using a second order polynomial regres- Such can be provided through the use Of 

R,,, R,,S742-10,0601,,+72,7101,,z 

This equation can be for IOU, provided from the 
output of amplifier 58 through coil 25" in terms of the input 
current I,, to be sensed to 
through 25 and the circuit parameters based On the 
circuit components and Assuming to be suffi- 

as is used in the circuit shown in FIG. 5 .  There, two further 
magnetoresistive effect based current Sensor arrangements, 

26 to pass 20 56' and 57', are used in place of current Sources 56 and 57 
of FIG. 4 and would, of course, also supply current to 
Sensors 54 and 55. The input current in the circuit of FIG. 5 

ciently large, the result is 

I',,, = 1 R17'Ki - 

supplied to terminal 26 passes through both magnetoresis- 
tive member 17 and magnetoresistive member 17', while the 

2s output current from amplifier 58 passes through both mag- 
netoresistive member 17' and magnetoresistive member 17". 
The use of two further magnetoresistive members, 17" and 
17"', in sensors 56' and 57', respectively, will double the 
signal voltage at the input of operational amplifier 58 in 

30 response to an input current supplied to terminal 26. This 
The magnetoresistive members resistance characteristics increase will reduce any offset currents due to magnetore- 
coefficients can be valued from the second order best fit sistive member mismatch, and improve linearity because of 
equation given above. Making choices for the current values being operated at more nearly identical currents due to such 
from current sources 56 and 57 then allows the preceding reduced offsets. 
expression for I,,, to be evaluated versus values of IC,. 

Such evaluations of I,,, as a function of quickly show that for the circuit of FIG. 5 is shown in FIG. 6 for the magnetic 
the degree of matching between I,,, and I,, for various interacting portions of that circuit which are again provided 

of the parameters of the magnetoresistive members 17 and semiconductor material substrate. These electronic circuit 
17'. If there is a mismatch in the nominal resistance values 40 portions of that circuit are contained in the substrate within 
of magnetoresistive members 17 and 17' in the absence of the dashed line rectangle shown there to minimize interac- 
any currents in coils 25 and 25", that is, a mismatch in the tions with the input current. The same numerical designa- 
values of R 1 7 G  and R17'&, a significant difference tions are used in the structural elements of FIG. 6 as are used 
appears between I,,, and I,, as accounted for by the second with the corresponding circuit elements in the circuit of FIG. 
term under the radical in the last expression for I,,,. This 45 5 .  The construction of these elements is substantially that 
difference persists until the third term under the radical, used for the elements shown in FIGS. 1 and 2. 
depending on I,,, gains a magnitude sufficient that the Although the present invention has been described with 
magnitude of the second term becomes relatively small. reference to preferred embodiments, workers skilled in the 
Hence, the match between I,,, and I,, is relatively poor for art will recognize that changes may be made in form and 
relatively small values of I,, in the presence of a mismatch so detail without departing from the spirit and scope of the 
in the nominal resistances of members 17 and 17'. The match invention. 
between I,,, and I,, improves strikingly for sufficiently What is claimed is: 
greater values of IC,. 1. A current tracker for providing an output current of a 

The match between I,,, and I,, is further improved by a magnitude substantially following that of an input current 
close matching of the coefficients of the second order terms ss supplied to an input thereof, said current tracker comprising: 
in the second order representations for magnetoresistive a bridge circuit suited for electrical connection to a source 
members 17 and 17', R17Kz and R17'Kz, as can be seen in of electrical energization, said bridge circuit compris- 
the third term under the radical in the last expression for I,,,. ing a plurality of magnetoresistive members each being 
This match is further improved if the coefficients for the a magnetoresistive effect based current sensor and with 
linear terms, here R17'K1, in the second order representation 60 there being a plurality of sensed signal conductors each 
for magnetoresistive members is significantly less than the adjacent to a corresponding said magnetoresistive 
coefficient for the second order terms in those representa- member positioned to be in those magnetic fields 
tions. arising from any currents therein including a said 

In view of the importance of matching between the sensed signal conductor electrically connected to said 
resistance characteristics as a function of adjacent coil 65 input and electrically isolated from any direct electrical 
current for magnetoresistive members 17 and 17' of sensors interconnection with said bridge circuit, there being a 
54 and 55, respectively, in current tracker 50, there will in further said sensed signal conductor adjacent a corre- 

2 R17'Kz 

1 Rl7'K IS6R17Ko -IslR17'Ko Is6 R 1 7 K z l i  + R17KII,, + -  
Is7 R17'Kz dz[&j  + Is,Rl7'K2 

3s A possible layout in a monolithic integrated circuit chip 

values of I,, depends strongly on the quality of the matching in the chip above the electronic circuits formed in the 
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sponding said magnetoresistive member without any 
magnetically permeable material interposed therebe- 
tween; and 

a differential input amplifier having a plurality of inputs 
electrically connected to said bridge circuit and an 
output electrically connected to said further sensed 
signal conductor to supply said output current thereto. 

2. The apparatus of claim 1 wherein said bridge circuit 
also contains a plurality of current supplies. 

3. The appartus of claim 2 wherein said magnetoresistive 
members are each a “sandwich” structure having a pair of 
ferromagnetic lagers with a nonmagnetic layer therebe- 
tween. 

4. The apparatus of claim 1 wherein said bridge circuit 
contains at least four magnetoresistive effect based current 
sensors as said magnetoresistive members in said plurality 
thereof. 

5. The apparatus of claim 4 wherein said magnetoresistive 
members are each a “sandwich” structure having a pair of 
ferromagnetic layers with a nonmagnetic later therebetween. 

6. The apparatus of claim 4 wherein said sensed signal 
conductor electrically connected to said input is adjacent to 
two of said magnetoresistive members without direct elec- 
trical connection to one another, and said sensed signal 
conductor supplied with said output current by said differ- 
ential amplifier is adjacent another two of said magnetore- 
sistive members without direct electrical connection to one 
another. 

7. The apparatus of claim 1 where there is a diode 
electrically connected between said differential amplifier 
output and said sensed signal conductor supplied with said 
output current by said differential amplifier. 

8. A current tracker for providing an output current of a 
magnitude substantially following that of an input current 
supplied to an input thereof, said current tracker comprising: 

a bridge circuit suited for electrical connection to a source 
of electrical energization, said bridge circuit compris- 
ing a plurality of magnetoresistive members supported 
on a substrate each being a magnetoresistive effect 
based current sensor and with there being a plurality of 
sensed signal conductors supported on said substrate 
each adjacent to a corresponding said magnetoresistive 
member positioned to be in those magnetic fields 
arising from any currents therein including a said 
sensed signal conductor electrically connected to said 
input and electrically isolated from any direct electrical 
connection with said bridge circuit on said substrate, 
there being further said sensed signal conductor adja- 
cent a corresponding said magnetoresistive member; 
and 

a differential input amplifier having a plurality of inputs 
electrically connected to said bridge circuit and an 
output electrically connected to said further sensed 
signal conductor to supply said output current thereto. 

9. The apparatus of claim 8 wherein said bridge circuit 
also contains a plurality of current supplies. 

10. The apparatus of claim 9 wherein said magnetoresis- 
tive members are each a “sandwich” structure having a pair 
of ferromagnetic layers with a nonmagnetic layer therebe- 
tween. 

11. The apparatus of claim 8 wherein said bridge circuit 
contains at least four magnetoresistive effect based current 
sensors as said magnetoresistive members in said plurality 
thereof. 

12. The apparatus of claim 11 wherein said magnetore- 
sistive members are each a “sandwich” structure having a 
pair of ferromagnetic layers with a nonmagnetic layer ther- 
ebetween. 

14 
13. The apparatus of claim 11 where there is a diode 

electrically connected to said input is adjacent to two of said 
magnetoresistive members without direct electrical connec- 
tion to one another, and said sensed signal conductor sup- 

s plied with said output current by said differential amplifier 
is adjacent another two of said magnetoresistive members 
without direct electrical connection to one another. 

14. The apparatus of claim 8 where there is a diode 
electrically connected between said differential amplifier 

i o  output and said sensed signal conductor supplied with said 
output current by said differential amplifier. 

15. A signal isolator for providing at an output thereof 
representations of input currents provided therein from a 
source of such currents, said signal isolator comprising: 

an input conductor suited for conducting said input cur- 
rents therethrough and supported on a substrate; 

a bridge circuit suited for electrical connection to a source 
of electrical energization, said bridge circuit compris- 
ing a pair of series circuit members electrically con- 
nected in parallel with one another supported on a 
substrate with each series circuit member having a 
magnetoresistive member electrically connected in 
series with a current value controller having an internal 
impedance exceeding that of said magnetoresistive 
member, said magnetoresistive members each being 
formed of magnetoresistive, anisotropic, ferromagnetic 
thin-film layers at least two of which are separated from 
one another by a nonmagnetic layer positioned ther- 
ebetween with at least one of said magnetoresistive 
members being adjacent to, yet spaced apart from, said 
input conductor to thereby be electrically isolated from 
any direct circuit interconnection therewith but posi- 
tioned so that said magnetoresistive member is in those 
magnetic fields arising from said input currents; and 

a differential input amplifier having a pair of inputs each 
electrically connected to both said magnetoresistive 
member and said current value controller in a corre- 
sponding one of said bridge circuit series circuit mem- 

16. The apparatus of claim 15 further comprising a diode 
electrically connected between an output of said differential 
amplifier and an output conductor supported on said sub- 
strate adjacent to, yet spaced apart from, one of said mag- 

45 netoresistive members substantially outside those magnetic 
fields arising from said input currents. 

17. The apparatus of claim 15 wherein said substrate 
further comprises a monolithic integrated circuit structure 
containing electronic circuit components of which at least 
one is electrically connected to said bridge circuit. 

18. A signal isolator for providing at an output thereof 
representations of input currents provided therein from a 
source of such currents, said signal isolator comprising: 

an input conductor suited for conducting said input cur- 
rents therethrough and supported on a substrate; 

a first magnetoresistive member suited for electrical con- 
nection to a source of electrical energization and sup- 
ported on said substrate adjacent to, yet spaced apart 
from, said input conductor to thereby be electrically 
isolated from any direct electrical connection therewith 
on said substrate but positioned to be in those magnetic 
fields arising from said input currents, said first mag- 
n e t o r e s i s t i v e  m e m b e r  b e i n g  f o r m e d  of  
magnetoresistive, anisotropic, ferromagnetic thin-film 
layers at least two of which are separated from one 
another by a nonmagnetic layer positioned therebe- 
tween; and 
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an amplifier having an input electrically connected to said 

19. The apparatus of claim 18 further comprising a second 
magnetoresistive member suited for electrical connection to 
a source of electrical energization and supported on said 
substrate electrically connected to said a first magnetoresis- 
tive member, said second magnetoresistive member being 
formed of magnetoresistive, anisotropic magnetic thin-film 
layers at least two of which are separated from one another 
by a non-magnetic layer positioned therebetween, said 
amplifier being a differential input amplifier having a pair of 
inputs each electrically connected to a corresponding one of 
said first and second magnetoresistive members. 

20. The apparatus of claim 19 further comprising a diode 
electrically connected between an output of said differential 
amplifier and an output conductor supported on said sub- 
strate adjacent to, yet spaced apart from, said second mag- 
netoresistive member. 

21. The apparatus of claim 19 further comprising a bridge 
circuit suited for electrical connection to a source of elec- 
trical energization, said bridge circuit comprising a plurality 
of magnetoresistive members supported on a substrate in 
addition to said first and second magnetoresistive members, 
said magnetoresistive members each being formed of 
magnetoresistive, anisotropic, ferromagnetic thin-film lay- 

first magnetoresistive member. 

16 
ers at least two of which are separated from one another by 
a nonmagnetic layer positioned therebetween. 

22. The apparatus of claim 21 further comprising a diode 
electrically connected between an output of said differential 

5 amplifier and an output conductor supported on said sub- 
strate adjacent to, yet spaced apart from, one of said mag- 
netoresistive members substantially outside those magnetic 
fields arising from said input currents. 

23. The apparatus of claim 21 wherein said substrate 
lo further comprises a monolithic integrated circuit structure 

containing electronic circuit components of which at least 
one is electrically connected to said bridge circuit. 

24. The apparatus of claim 19 wherein said substrate 
15 further comprises a monolithic integrated circuit structure 

containing electronic circuit components of which at least 
one is electrically connected to one of said first and second 
magnetoresistive members. 

25. The apparatus of claim 18 wherein said substrate 
20 further comprises a monolithic integrated circuit structure 

containing electronic circuit components of which at least 
one is electrically connected to said first magnetoresistive 
member. 

* * * * *  
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