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[571 ABSTRACT 
Cationic polyelectrolytes are formed by the polymeri- 
zation in absence of oxygen of a monomer of the general 
formula: 

CH3, 
N-(CH3),-Z 

/ 
CH3 

where x is 3 or more than 6 and Z is I, Br or C1 to form 
high charge density linear polymers. Segments of the 
h e a r  polymer may be attached to or formed in the 
presence of polyfunctional reactive tertiary amines or 
halogen polymeric substrates or polyfunctional lower 
molecular reactive polyfunctional substrates to form 
branched or star polyelectrolytes by a quaternization 
polymerization reaction. 

8 Claims, No Drawings 
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NOVEL POLYELECTROLYTES 
ORIGIN OF THE INVENTION 

The invention described herein was made in the per- 5 
formance of work under a NASA contract and is sub- 
ject to the provisions of Section 305 of the National 
Aeronautics and Space Act of 1958, Public Law 83-568 
(72 Stat. 435; 42 USC 2457). 

CROSS REFERENCE TO RELATED 
APPLICATIONS 

This application is a division of Ser. No. 427,917, filed 
Dec. 26, 1973, now US. Pat. No. 4,036,808, which in 
turn is a division of Ser. No. 280,649, filed Aug. 14, 15 
1972, now issued as U.S. Pat. No. 3,898,188. 

10 

BACKGROUND OF THE INVENTION 
1. Field of the Invention 
This invention relates to novel polyelectrolytes. 20 

More particularly, the invention relates to polyelectro- 
lytes having a high concentration of cationic nitrogen 
centers. 

2. Description of the Prior Art 
Poly-quaternary ammonium polymeric polyelectro- 25 

lytes have generally been produced by the copolymer- 
ization of a dihalide and a ditertiary amine. The more 
desirable short chain monomers should produce the 
highest charge density polymers. However, many of the 
C1 to C6 combinations of monomers produce cyclic 30 
rather than linear polymeric products. 

Polyammonium salts can also be formed by the 
homopolymerization of AB monomers such as haloal- 
kyl tertiary amines. In German Pat. No. 1,126,396 
which disclosed the synthesis of an AB monomer of this 35 
type, it was noted that the AB compound was unstable 
and when dimethylaminoethylchloride was heated to 
between 80" C and loo" C in water, a viscous material 
was recovered identified as a polyammonium salt. 
However, it is now known that this compound forms a 40 
cyclic 6 member ring. 

Gibbs et al, (JACS 55,753, 1933) polymerized dime- 
thylaminopropylchloride (DMAP C1) or BR DMAP Br 
in bulk on a steam bath. This procedure is only capable 
of forming low molecular weight products. The molec- 
ular weights were determined from the ratio of non- 
ionic to ionic halogen in the product. This method of 
determining molecular weight is now considered inac- 
curate and would provide higher values than the analyt- 
ical method utilized in the present invention. 

High molecular weight polycationic materials having 
high charge density will find many uses such as floccu- 
lants in the clarification of residential and industrial 
water supplies, and effluents, as dewatering agents, as 
flotation agents, as catalyst and pigment retention addi- 
tives, and as gelling agents. Polyelectrolyte materials 
will also find use in the rheological modification of 
fluids such as friction reducers, as dispersants for clay 
and sludge in both aqueous and oil based systems as well 
as antistatic agents, and additives to cosmetics, textile 
finishes and lubricating oils. These materials generally 
exhibit germicidal action and are effective bactericidal 
and fungicidal agents. A further important area of appli- 
cation is in the preparation of electroconductive photo- 
copy papers. 

All of these applications are dependent on the quater- 
nary ammonium function and the availability and den- 
sity of the groups. The activity in all cases will be en- 
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2 
hanced by improving either or both of these character- 
istics. 

SUMMARY OF THE INVENTION 
High charge density polymers having a molecular 

weight above 5000 are produced in accordance with 
this invention by polymerization under oxygen exclud- 
ing conditions of a monomer of the formula: 

where x is 3 or more than 6 and Z is I, C1, or Br. 
At values of x other than 3 or 7 - 10 cyclic com- 

pounds are formed and linear homopolymerization does 
not occur. Monomers such as dimethylaminoethylchlo- 
ride or cycloalkyl, benzyl or phenyl substituted amino 
alkyl halides as taught in German Pat. No. 1,126,396 do 
not form homopolymers. 

Furthermore, if the monomer of formula I is charac- 
terized as an AB monomer where A is (CH3)zN- and B 
is Z then the homopolymer will have the formula: 

where n is an integer of at least 200 and the molecular 
weight is preferably at least 30,000. 

Thus the polymer is always terminated by A and B 
functional groups. In contrast polyquaternary polymers 
prepared from A-A, B-B monomer mixtures would 
form an unresolved mixture of A-A, B-B, and A-B 
terminated polymers. 

Furthermore, in the A-A, B-B polymerization the 
stoichiometry must be exactly balanced or chain termi- 
nation occurs. Highly polar solvents must be utilized 
and the high charge density present with monomers 
such as A(CHd3A and B(CHd3B also interferes with 
the production of high molecular weight, linear chains. 
Furthermore, the mixed functionality of the terminated 
mixtures prevents formation of star and branched poly- 
mers in accordance with the invention. 

The branch polymers have a combrlike structure and 
are formed by attaching a plurality of units of the homo- 
polymer of the invention to a polymeric substrate con- 
taining a plurality of functional groups reactive with 
either (CH3)zN- or Z- of the AB monomer. The 
polymeric substrate may be selected from polymers 
having a repeating structure of the formulae: 

c (IIIa) 

where R1 is the residue of the polymerization reaction 
forming the backbone of the polymer and may be ali- 
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phatic, aromatic, typically containing from 2 to 30 car- by deaerating or degassing the reaction mixture before 
bon atoms depending on the spacing desired for the polymerization and by blanketing the reaction mixture 
branches. R' can be hydrocarbon such as alkylene or with an inert gas, such as nitrogen or vacuum during 
h&m~arbon Such as Polyether, polyester, POlYUre- polymerization. Preliminary deaeration can be effected 
thane, excluding groups that react with A Or B as de- 5 by bubbling nitrogen through the reaction mixture for a 
fined above. minimum period or by applying vacuum to the mixture 

for a sufficient period before application of heat. It has R2 can be hydrogen* lower Or such as 
phenyl. R3 is a short chain 1-g POUP such as lower 
alkylene, phenylene, alkyl ester and the like* is a 

tertiary (R")ZN Or where R4 is an Organic 

integer. In the Case of ZJ R3 should not be phenyl since 

been found fiat carbon dioxide inhibits the quaterniza- 
tion reaction and oxygen tames the formation of water- 

It is also desirable that the AB monomer be present in 

the weight are de- 

functional group reactive with 

group such as lower the reaction mixture in a relatively high concentration. 

amine groups of the AB monomer. Suitable polymeric substrates are polymers such as 15 The monomer concentration is preferably maintained at 
poly-evinyl pyridine, polyethylene ae, p o ~ y v ~ y ~ -  no less than 2 molar and preferably 3-8 molar and the 
benzylchloride, polyepichlorohydrin, polydbe- reaction temperature is controlled within 40" C to 125" 
thylaminomethyl ethylene oxide, poly-dialkylhoalk- c, preferably 90" c to 1 IO" C. Completion of polymeri- 
ylacrylates such as poly-dimethylaminoethyl acrylate, 2o zation Can be d&mnhd by monitoring disappearance 
polydialkylaminoalkylacrylamide such as polydime- Or consumption of ~ 0 ~ o m e r .  
thylaminopropyl acrylamide and the like. The polymer A preferred AB monomer from the viewpoint of 
may be syndiotactic, isotactic, or atactic. availability, cost, reactivity and high charge density is 

Star polymers having a molecular weight of at least 1,3-dimethylaminopropylchloride. This material is nor- 
5,000 are formed by attaching radial sections of the 25 mally furnished commercially as a solid hydrochloride 
homopolymer of this invention to a central monomer of of the formula: 
the formula: 

either A or B such as 10 insoluble products. 
and ' is an 

ne mte of reaction the halogen is not reactive with the tertiary pendent on concentration and temperature. 

CH3 
(Iv) 'N+cI-(CH~,CI 

/ I  
CH3 H 30 

/D 
D 

The solid hydrochloride is initially treated with a 
base such as sodium hydroxide to convert it to a liquid 

35 form. The resulting liquid is insoluble in water. In a first 
procedure the water-insoluble, liquid monomer is con- 
verted to a water soluble prepolymer having the struc- 

alcohol, preferably at reflux and evaporating to dryness 

benzene or lower alkylated benzene. Suitable central 40 which is soluble in water. This polymer can be dis- 

1,2,4,5-tetra-(chlorornethyl)-benzene. The two benzene 
compounds are prepared from p-xylene in accordance 45 dl/g, 

mer can also be a polytertiary amine compound such as 
compounds of the formula: 

/ \  
/R' @'\ 

D), D 

where Y is a central, poiyvalent, comparatively low 

-k m* is an integer from to 3, R' and are as de- 
mokcular weight organic group having a valence Of 

fined above. y can be an aromatic compound such as 
ture of formula 11 by heating the insoluble monomer in 

to form a low molecular weight prepolymer solid 
monomeric being 2J4J6-tri-(chloromethY1)- 

J2Jetri-(chloromethY1)-benzene and solved in water and further polymerized to a solid prod- 
uct having a molecular weight above 30,000 and an 
intrinsic viscosity in 0.40M aqueous KBr of above o. 15 

o.24 dl/g. with the procedure disclosed by M. Kulka, Canadian In an alternative procedure, the insoluble Journal Of Research 23J lo6 (1945)* The mono- be dispersed in water by of 0.001 to 30% by 
weight of a nonionic surfactant, suitably difunctional 
block-polymers terminating in primary alcohol groups 

50 with molecular weights ranging from 1,000 to over 
R' R4 R' R' 15,000 such as a polyoxyalkylene derivative of propy- 

lene glycol or polyvinyl alcohol. Suitable materials are 
Pluronic F.68, P.85, or 6.62 (Wyandotte Chemicals 

The branch or star polymers can be formed by indi- 
rector direct polymerization procedures. In a first pro- 
cedure a stoichiometric amount of AB monomer can be 
added based on the amount of D to form an adduct of 
AB with each D group. Homopolymerization can then 

60 proceed forming radial AB polymeric chains from each 
wherep is an integer from 2 to 10 and R4 and R3 are as functional site. 
defrned above. In another procedure the AB monomer is added to 

The polymerization reaction in each case involves the branch polymer substrate or star nucleus and copo- 
head-to-tail quaternization reaction of the A-B mono- lymerized directly to form the high charge density 
mer to form linear chains. In order to obtain polymers 65 product radiating polyquaternary sections. In a further 
having a molecular weight above 5,000 and preferably procedure, the AB monomer is prepolymerized and the 
from 30,000 to at least 60,000 the reaction must be homopolymer is attached to the D sites or the D-AB 
conducted under oxygen excluding conditions, suitably adduct sites of the branch or star nucleus. 

\N/ \ /  
I 
I 
I 
R3 
I 
N 

p.4' \R4 

I 
I 

R3 I 
I 
N 

R'/ \R' 

N 

R' CorP.1. R' 

55 HC-OOCNH-(CHjp-NHCOO-CH 
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In the case of substrate branch polymers or central decane, 1,6-dichlorohexane and dibromodimethylben- 
star monomers having residual reactivity, it is possible zene. 
to form a water soluble comb-polymer or star polymer The polyelectrolytes of the invention exhibit bacte- 
intermediate which can be coated onto a substrate or riostatic as well as bacteriocidal activity when tested by 
impregnated into a Carrier and then immobilized by 5 standard clinical procedures against gram positive and 
heating the Product to render the Polymer water ~ O h -  gram negative bacteria cultures. The solubility of the 
ble. For exmPle* P o b ' ~ Y l b e ~ Y 1 c ~ o ~ d e  comb Poly- high molecular weight polyelectrolytes, therefore, per- 
mer forms an insolubilized structure when heated. Ap- mits formation of a solution which can be topically 
parently there are mreacted ChlOrOmethYl groups Pres- applied to traumatic skin areas of the subject such as ent which react with benzene rings on other polymer 10 burns, abrasions or cuts, 

This be very useful in manufacturing 

aqueous solution and then heated to convert the polye- 
lectrolyte to a water insoluble form. 

terminated with a reactive Z- or (CH~)*N- group. 
The water soluble polymeric intermediates can be fur- 
her with plyfunct io~ compoun~s of the 
formula: 

Chains to form C r O S S - ~  by an alkylation mechanism. p h c d a r l y  useful ~mpositions can be formed by 
the addition of a supplemental water soluble film former 

The polyelectrolyte may impart elastomeric properties 
invention are in each case l5 to the final film. The solution is applied to a wound and 

on evaporation of the water an elastic membrane film is 
Cast. The film is readily removed by application of wa- 
ter. The solution is also very effectively applied to tissue 
as a spray to achieve a lasting adherent bacteriostatic 

2o film which will expand and contract with the move- 
ment of the tissue. This is very important in the need to 
exclude air and retain moisture when dressing burns. 
Furthermore, the film simultaneously exhibits antisep- 
tic, astringent and coagulant activity. The solution can 

where D is defined above, R5is an organic group, and m 25 also be utilized to impregnate gauze materials to form 
is a number from 0 to 2, to form cross-linked or gelled, an antiseptic, coagulant, germicidal dressing material. 
water insoluble products. The polyelectrolytes of this invention can also be 

In the case of a homopolymer, D can be either ter- dispersed in a water insoluble binder. The polyelectro- 
tiary amine or ChlOrO, bromo Or iod0. In the case of a 3o lyte may be compounded and dispersed into a water 
star or branch polymer, D is selected to be reactive With insoluble binder such as a polyester, polyamide or vinyl 
the end group of the Chain. a ChlOrO substituted resin or the binder may be formed in the presence of the 
central S t a r  m n m ~ ~ r  Or Polymer Will form ChhO ter- polyelectrolyte. For example, the polyelectrolyte can 
minated chains: Therefore, a diamine would be selected be compounded with co-reactive, water soluble, po!y- 
for cross-linking. mers such as polyvinyl alcohol and polyacrylic acid. 

35 The solution may be cast and then heated to form ester 
of the formula: cross-links between the OH groups of the polyvinyl 

alcohol and COOH groups of the polyacrylic acid. The 
R7 R7 final film is water swellable but water insoluble. 
N-R5-N I I The polyelectrolytes of this invention may also be 
I I reacted with anionic polymers or salts thereof such as 
R6 R6 polystyrene sulfonates, polyacrylates and the like and 

particularly with heparin or its alkali or ammonium salts 
where R6and R7are hydrocarbon radicals such as alkyl, to form ionically-linked, polymeric salts. 
aryl Or alkenY1 Preferably Containing 1 to 10 carbon 45 The nature of the cross-links is due to an ionic bond 
atoms or R6and R7may be joined into a single hydrocar- between negative groups on the anionic polymer and 
bon radical. RS is a divalent Organic radical Containing the quaternary nitrogen on the polyelectrolyte. The 
at least 2 carbon atoms such as &'lene, arYlene, CYClO- polymeric which contain heparin would provide 
alkylene, alkenylene, aralkylene, polyoxyalkylene or non-thrombogenic surfaces. 
polythioalkYlene. Rs may contain 3-100 Films or membranes can be formed by casting a solu- 
and may be of prepolymer length. tion of the copolymer salt and evaporating the solvent. 

ditertiary aliphatic amines are N, N, N's The surfaces of membranes, tubes, catheters, valves, 
N-tetramethylhexamethylene diamine Or tetramethyl- prosthetic veins, etc., can be coated with solutions of 

be utilized in which case R6 and R7 may be 'Om- 55 suitably by vacuum drying to deposit a non-thrombo- 

are 1,2-bis-(4-PYridYl)-ethane or 1,2-bis-(4-PYridy1)- numerow such as T~~~~ (polyvinyl) ~ ~ f l ~ ~  
(polytetrafluoroethylene), Dacron (polyester), silicone ethene. Other ditertiary nitrogen derivatives may be 

formed from heterocyclic compounds such as picoline, resins, glass, 

on the particular polyelectrolyte and anionic polymer N-alkyl piperidine, pyrrolidone or pyrrole. 

be utilized in water desalination, prosthetic body im- those of the formula: 

Polymeric analogs of organic charge transfer com- 
where Rsis as defined above. Examples of specific com- plexes can be prepared which exhibit high electrical 
pounds are 1,3dibromopropane, 1,4-dibromobutane, conductivity. For example, the cationic polyelectro- 
l,&jibrornobutene, 1,5dibromopentane, 1-10-dibromo- lytes can be combined with 7,7,8,8-tet- 

Papers in which the paper can be from such as polyvinyl alcohol or polyvinyl pyrrolidone. 

The polyelectro~ytes of 

D-R~-D 
I 

@)In 

Exemplary Polyamines are from 

atoms 50 

decamethylene diamine. Heterocyclic compounds can the heparin, copolymer salt and the solvent removed, 

billed. Of such ditertiary amino genic coating. The copolymer salt is compatible with 

and polyurethane. q u i d %  acridine, phenmt~dine,  phenanthroline, Or 60 The characteristics of the film or membrane depend 

Dihalo cross-linking agents may be from utilized. The films or molded articles may 

Z-Rs-Z plants and battery separators. 
65 
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racyanoquinodimethane (TCNQ) to form salts having 
high conductivity. The mechanism of electronic trans- 
port or pseudometallic behavior of the polymeric salts is 
not well understood. The salts exhibit high electrical 
conductivities in the presence of lithium TCNQ. On 5 
addition of neutral TCNQ the resistivity of the product 
is dramatically lowered probably caused by increased 
electron delocalization. The polyelectrolytes and the 
salts with charge transfer complexes thereof will find 

DESCRIPTION OF THE PREFERRED 
EMBODIMENTS 

use as totally organic conductive materials. 10 

The following examples illustrate preparation of ho- 
mopolymers from AB monomers. 

EXAMPLE 1 
12.1 grams of 1,3-dimethylaminopropylchloride 

(DMAP Cl) was added to 100 ml of absolute alcohol to 
form a one molar solution of the monomer. The solution 
was then refluxed under nitrogen for four hours. After 
refluxing, the alcohol solvent was removed by vacuum 
evaporation. Twelve grams of a prepolymer was ob- 
tained which had an intrinsic viscosity of about 0.03 in 
0.4 M KBr. Six grams of the low molecular weight 
prepolymer obtained was then dissolved in 4 ml of wa- 
ter. The solution was heated for 44 hours at 95' C under 
a nitrogen atmosphere. A solid reaction product was 
isolated which had an intrinsic viscosity of 0.21 and is a 
solid homopolymer having a molecular weight above 
20,000. 

EXAMPLE 2 
26 g of DMAP C1 was reacted with mechanical stir- 

ring in 8 ml of H20 under N2 at loo" C for four hours. 
Upon freeze drying and subsequent vacuum drying at 
60' C for 24 hours, 18 g of water soluble polymer was 
obtained (69.2% yield) [q] = 0.24 in 0.4 M KBr. 

15 

20 
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40 EXAMPLE 3 
Following the procedure of Example 2, 26 g of 

DMAP C1 was reacted with 8 ml H 2 0  in air at 100' C 
for four hours. 16 gm of water soluble polymer was 
obtained (61.5%) [q] = 0.146 in 0.4 M KBr. 

EXAMPLE 4 
Following the procedure of Example 2, 26 gm of 

dimethylaminopropylchloride was reacted in 8 ml H20 
under 02at  100" C for 4 hours. A small amount of white 
ppt was obtained, The white ppt was insoluble in H20 50 
(about 1 gm of insoluble polymer -3.9%). The yield of 
water soluble polymer was 65.4% (19 gm) [q] = 0.098. 

EXAMPLE 5 

cedure in Example 1 was tested as a flocculating agent 
by a technique described by D. Casson and A. Rem- 
baum POLYMER LETTERS 8, 773 (1970). The opti- 
mum polymer dosage for the homopolymer of Example 
1 for the flocculation of a clay suspension in accordance 60 
with the method described was 20 pgA. This compares 
to a commercial polyelectrolyte, poly (2-methyl-5- 
vinylpyridiniumchloride) having an approximate mo- 
lecular weight of 106, which required a dosage of 60 
pg/l when tested under identical conditions. 

The homopolymers branch and star polymers of this 
invention can be utilized to form conductive hydrogels 
having unusually high conductivity. The hydrogels are 

45 

The homopolymer prepared in accord with the pro- 55 
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8 
prepared by reacting a polymer of this invention with a 
gel forming polymer such as polyvinyl alcohol, poly- 
acrylic acid, alginic acids and polyethers. Cross-linked 
hydrogels can be prepared from aqueous solutions of a 
mixture of polyvinyl alcohol and polyacrylic acid or 
polyhydroxyethylmethacrylate. The hydrogels can be 
comprised of from 20 to 95 weight percent of the gel 
former with the remainder being the polyelectrolyte of 
this invention. 

EXAMPLE 6 
To a solution of 4 grams of polyvinyl alcohol in 200 

cc of water was added a solution of 1 gram of homopol- 
ymer of Example 1 in 10 cc of water. The two solutions 
were stirred until a homogenous viscous material was 
obtained. The mixed solution after casting on a glass 
plate yielded an elastic film. At 20 percent humidity, the 
surface resistivity of the film was found to be 4.9 x lo5 
ohms/cm2. 

EXAMPLE 7 
An insoluble cross-linked hydrogel was prepared 

from an aqueous solution containing 40 weight percent 
polyvinylalcohol, 40 weight percent polyacrylic acid, 
and 20 weight percent of the homopolymer of Example 
1 in water. A film was cast from the solution, The cast 
film was then cross-linked by heating at loo" C for 10 
minutes. The surface resistivity at 20 percent humidity 
of the cross-linked film was 2 x 1040hms/cm2. 

In the preparation of a star polymer the polyamine or 
polyhalide is fmt dissolved in a highly polar solvent 
such as dimethylformamide (DMF) dimethyl-sulfoxide 
(DMSO), methanol and their mixtures with water. The 
AB monomer is then added to this solution in a substan- 
tial stoichiometric excess and heated to a temperature 
from 40" to 100' C. The star polymer is recovered by 
evaporating solvent. Specific examples follow: 

EXAMPLE 8 
An amine of formula V where p is 6 was synthesized 

by reacting 0.10 mole of hexamethylene-1, 6-diisocya- 
nate added dropwise with stirring to 0.2 moles of 1,3- 
bis-(dimethylamino)-2-propanol in a flask cooled in an 
ice bath. Both the reactants were freshly distilled under 
vacuum before use. The reaction mixture was then al- 
lowed to warm gradually to room temperature and 
stirring continued for several hours. The viscous liquid 
was diluted with toluene and the product separated 
from the latter by ether extraction of the toluene. The 
structure of the amine was confmed by means of NMR 
and IR spectra. 

EXAMPLE 9 

A tetrafunctional tertiary amine of the formula: 
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was synthesized by adding 0.1 mole of toluene-2,4- 
diisocyanate drop-wise with stirring to 0.2 mole of 1,3- 
bis-(dimethylamino)-2-propanol cooled in an ice bath. 
Both of these reactants were freshly distilled under 
vacuum before use. After allowing them to warm to 
room temperature, the reaction mixture solidified. The 
solid cake formed was broken up and washed thor- 
oughly with benzene and then dried in a vacuum oven 
at 40" C. The structure of the tetrafunctional amine was 
confirmed by Nh4R and IR spectra. 

EXAMPLE 10 
Four solutions were prepared in 4 1  by volume 

DMF-H20 containing (A) the compound of Example 8, 
(B) the compound of Example 9, (C) 2,4,6-tri- 
(chloromethy1)-mesitylene and @) 1,2,4,5-tetra- 
(chloromethy1)-benzene. 50 cc portions of the solutions 
were added to DMAP C1 in the following proportions: 

Table I 

5 

10 

15 

20 

Weight Weight 
Solution of Compound, grams of DMAP C1, gram 

A 0.044 12.6 
B 0.034 12.6 
C . 0.050 12.6 25 
D 0.060 12.6 

The mixtures were heated at 54" C for seven days. A 
small amount of water was then added to dissolve some 
insoluble material formed during the reaction period. 30 
All the samples were rotary evaporated to dryness and 
thoroughly washed with acetone and dried in a vacuum 
oven at 40" C for four days. The yield of all samples 
after drying was 100 percent. The intrinsic viscosities of 
the materials determined in 0.4 M KBr aqueous solution 35 
were as follows 

Table I1 
Samde Id. 0.4 M KBr - ... 

40 A 0.15 
B 0.14 
C 
D 

0.18 
0.15 

To confirm the presence of the star polymer, one 
gram of Sample D was dissolved in methanol. 0.05 
grams of 1,rldibromobutene was added and the mixture 
was heated at 60" C for ten minutes. A gel was formed 
which was insoluble in water as well as common or- 
ganic solvents. The formation of the gel by cross-link- 
ing the tertiary amine terminated branches with the 
reactive bromo groups served as evidence of the pres- 
ence of the branches on the Sample D material. 

EXAMPLE 11 
Of the star polyelectrolytes of Example 10, A-D 

were tested as flocculation agents for clay suspensions 
in accordance with the procedure of Example 5. The 
optimum dosage of the star polyelectrolytes was 20 
pg/l as compared to 60 pg/l for the commercial mate- 
rial. 

The comb-like structure of the branched polyelectro- 
lytes of this invention also forms a material having a 
plurality of multiple charged branch side chains. The 
high concentration of charges provides superior floccu- 
lation action for colloidal impurities in water purifica- 
tion. Higher molecular weight materials can be more 
readily achieved by branching than by linear polymeri- 
zation. Four 25,000 molecular weight linked chains are 

10 
the equivalent of a single linear 100,000 molecular 
weight polymer. 

In the branch polymerization the first step is addition 
of a single AB group to the polymeric backbone as 
illustrated below with polyvinylbenzylchloride: 

-CH-CH,- -CH-CH,- 
I I 

-+ DMAPCl-3  

CH* 
I 
CI 

CH, 
I CH,-N+CI-CH~ 
I 

(CW3 I c1 

The C1 atom on the adduct is then available for chain 
propagation with a further molecule of DMAP C1 to 
form a polymeric chain of the comb-like structure. 

When a tertiary nitrogen is pendant from the polymer 
backbone, such as in polyvinyl pyridine, the AB mono- 
mer adduct will have a structure of the formula: 

I 
I (CH33 

CH,-N-CH, 

Similarly polydimethylaminoethylmethacrylate will 
form adducts of the formula: 

45 
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Further AB addition will extend the branch chain 
which will terminate in a dimethylamino group. 

In the procedure in which the AB monomer adduct is 
formed initially, it is preferred that the equivalent ratio 
of AB monomer to polymer be 1:l with respect to the A 
or B reactive functionality of the polymer. The adduct 
formation is preferably conducted at ambient tempera- 
ture in a highly polar solvent such as DMF-methanol. 

The adduct is precipitated in acetone and dried. Al- 
though neither the substrate polymer or the AB mono- 
mer are soluble in water, the adduct is water soluble. 
The dried adduct is then dissolved in water and addi- 
tional monomer added. The soluble adduct polymer is 
found to act as a dispersing agent for the added AB 
monomer. 

It is again preferred to conduct the linear AB poly- 
merization in absence of oxygen which favors higher 
molecular weight products. Heating the reaction mix- 
ture to a temperature between 80" C - 110" C acceler- 
ates the reaction. The reaction is complete when a vis- 
cous solution or solid cake is formed. The mixture is 
freeze dried and water removed. 
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The two-stage reaction can also be conducted in bulk added 26 grams of dimethylamino-n-propylchloride. 
in the presence of excess AB monomer. The excess The mixture was heated to 100" C for four hours under 
monomer will act as a solvent or diluent for the adduct. a nitrogen atmosphere. A green solution was precipi- 
In the first step conducted at ambient, the adduct will tated in acetone and the product dried in a vacuum Oven 
form utilizing one unit of AB monomer per unit of 5 at 30" c overnight. 30.2 grams of a product was ob- 
reactive group on the polymer. The temperature is then tained, The product was soluble in 0.4 M KBr, HzO, 
raised and head-to-tail AB polymerization will proceed M ~ H  and 0.1 M itrate. ne intrinsic viscosity 

in 0.1 M sodium nitrate was 0.319. without the need to add more monomer. 
Another technique is the attachment of preformed 

linear polymeric chains of AB monomer to the substrate 10 EXAMPLE 15 

polar solvent such as DMF-methanol and at room tem- sic viscosity of o.024 and was synthesized in accord 
with the method set forth in Example 2 above. 2.5 perature. 

The reaction must be carefully conducted in order to grams of the homopolymer of dimethylaminopropyl~ obtain a water soluble branched polymer. If the reac- 15 chloride were dissolved in 30 ml methanol to which was tion mixture of substrate polymer in DMF-methanol 

polymer* This be conducted in An AB homopolymer was prepared having an intrin- 

contains excess AB monomer and is heated to a temper- 
ature above 80" C. an insoluble product is formed. 

then added 32 m1 Of DMF* A second separate solution 
was prepared containing 0.20 grams of poh'b'lben- 

However, a water soluble branched polymer is formed zylchloride having an average weight Of 

if this reaction is conducted in water or methanol. in 2*2 ml Of DMF. 2 ml Of methanol 
The linear polymerization in the two-stage process were added to the second solution. The second solution 

must be carried out in the presence of water or metha- ofthe b&&one Polymer was added to the homoPolY- 
no1 to assure a water soluble product except in the case mer solution droP-wise with The mixture was 
of a bulk reaction. allowed to react at room temperature for 24 hours. The 

25 solvent was then removed by vacuum evaporation. The 
EXAMPLE 12 resulting polymer weighed 2.7 grams and was not solu- 

31.g of polyvinylbenzylchloride were added to a 100 ble in HzO, methanol and DMF. 

EXAMPLE 16 cc flask together with 26 grams of DMAP C1. The 
reaction mixture was stirred at room temperature for 30 
minutes, until the adduct formed as a precipitate which 30 The branched polyelectrolyte formed in Example 14 
was then diluted with 60 ml of water. The solution above was utilized in a flocculation procedure as set 
formed was then heated in the presence of nitrogen for forth in Example 5 above. An optimum dosage of 15 
two hours at 100" C, during which the linear polymeri- p g A  of the polyelectrolyte was determined for the 
zation of the branch chains occurred due to the excess flocculation of a clay suspension. 
of the monomeric material present. The solution was 35 
then further diluted with 250 cc of water and freeze EXAMPLE 17 
dried. The dried solid end product was soluble in water, An insoluble cross-linked hydrogel film was prepared 
methanol and 0.1 M sodium nitrate. The dry product, from an aqueous solution containing 40 weight percent 
On heating at 60' c for two days, b ~ ~ a m e  Partially insol- polyvinylalcohol, 40 weight percent acrylic acid, and 
uble in water. Heating at 100" c for the same Period 40 20 weight percent of the branch polyelectrolyte of Ex- 
rendered the product completely insoluble in Water. ample 14. Crosslfing was achieved by heating a cast 

The intrinsic viscosity of the formed product was film of the at 100" c for 10 minutes. The sur- 
found to be 0.38 in 0.4 M KBr. Gel permeation chroma- face resistivity at 20 percent humidity for fie film wBs 
tography showed a single peak which indicated only a 4.4 105 ohms per square. 
single species was present which was assumed to be the 45 
branched Dolvelectrolvte. Furthermore, when the same EXAMPLE 18 

20 40,000 

reaction was' carried -out with dimethylaminopropyl- 
chloride alone under identical conditions the intrinsic 
viscosity did not exceed 0.2. 

nitrogen gas only low intrinsic viscosity (0.1) products 
were obtained. 

A typical starch barrier coated raw paper stock was 
coated with a composition consisting of 50 parts of a 
clay conventionally utilized for making reproduction When the reaction was carried out in absence of 50 paper, 25 parts of polyvinylalcohol and 25 parts of the 
branch polyelectrolyte of Example 14 on a basis of 3 
uounds of the comDosition per 3.000 sauare feet of 

EXAMPLE 13 paper surface. The -surface iesistivity & the coated 

ride were addecito the solution. The mixtGe was then 
heated at 95' C for 18 hours under a nitrogen atmo- 
sphere. 

polymer in an amount of 13.8 grams. me adduct wm 
soluble in methanol, water and 0.1 M sodium nitrate and 
insoluble in acetone, DMF, and 0.4 M KBr. The intrin- 
sic viscosity in 0.1 M NaNOp was 0.233. 

EXAMPLE 14 
Five grams of the product of Example 13 was dis- 

solved in 16 ml of water. To this solution was then 

EXAMPLE 19 
0.22 gm of polyethylene imine (.005 mole) were 

The adduct was isolated as a low molecular weight 60 mixed with 30.35 gm of DMAP cl(0.25 mole). Ten ml 
of water were added and the mixture heated for two 
hour5 at 100' An additional 10 ml of water were 
added and the mixture heated to 100' C for another 
hour. A further 10 ml of water were added and heating 

65 continued for an additional 17 hours. The isolated 
branch polymer had an intrinsic viscosity of 0.15 dl/g. 

High purity DMAP C1 monomer was prepared ac- 
cording to the following procedure. 
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EXAMPLE 20 TABLE Vcontinued 

Effect of Initial Monomer Concentration DMAP C1 monomer was isolated from its hydrochlo- Initial Monomer in 0.4M aq. 
ride salt by reaction with NaOH. 100 g (0.633 mole) of Solvent Con. (moleA) % Yield (q)KBr dl/g 
3-dimethylamino-n-propyl chloride hydrochloride was 5 DMFIH~O 2.0 86 0.194 

2.5 91 0.175 
3.0 100 0.162 dissolved in the minimum quantity of water, cooled in 

1.0 100 0.064 
100 0.102 

dropwise with vigorous stirring. The monomer was 
1.5 

then extracted with several small portions of ether. The ~~~~~ 2.0 100 0.129 
ether extracts were combined, washed twice with water 10 Bulk - 25 0.070 

After a drying perid of 12 

together with a small quantity Of remaining ether, 

an ice bath and 200 ml of 20% NaOH solution added DMF/H 0 3.5 100 0.164 
DMSOhzO 

and then dried over anhydrous magnesium sulfate. 
the ether solution was Tables 111, IV and V indicate that for relatively high 

DMF water mixture at temperatures in the range of 50" 
and then evaporated* The molecular weight the optimum solvent system is the 

and at a concentration of to 3.5 moles/l. The 
insolubility of the fmal polymer in DMF water mixtures 
could be a reason for the difficulty in achieving intrinsic 

The polymerization was therefore investigated in pure 

tions. 

by heating a stirred suspension of AB monomer in wa- 
25 ter. Table VI, below, illustrates the effects of air, oxy- 

gen and nitrogen on the yield and intrinsic viscosity of 
the polymer formed in the aqueous system. 

TABLE VI 

in presence and absence of air 

finally vacuum distilled. The fraction distilling between 15 to 80" 
22" and 250 c, at mm Hg pressure, was 
and 

mer prepared as described above. 

five days in various solvent systems. The initial mono- 
mer concentration was kept constant at 1.0 molar. The 
results are summarized in Table 111. 

TABLE I11 
Effect of Solvent 

at O" until required' Both NMR and IR 
spectra confinned the and Purity Of the mono- vi~osities higher than 0.2 dl/g in 0.4M KBr solutions. 

for 2o water in which the polymer is miscible in all propor- The monomer was to polymerize at 41 a 

The 3,3-ionene (AB polymer) was 

Volume 
Solvent Ratio % Yield (q) in 0.4M aq. KBr dl/g 
DMF*/MeOH (1:l) 46 0.051 
DMF/MeOH (1:2) 36 0.047 Polymerization of AB monomer in water 
DMF/MeOH (1:3) 30 0.024 

DMSO/M&H (41) io1 0.014 
CHCl 90 0.050 C Condition Conc. m/l hrs. % in0.4M KBr 

0.053 

Con- 
Time of ver- 

30 DMF/HO , (41) 100 0.092 
D M S O ~ O  (41) 100 0.064 

T?p. Experim. Monomer Reaction sion h) 
CH,Ch 81 

*Dirnethylformamidc 35 loo' Oxygen 5.96 4 66 0.098 
100" Air 5.96 4 62 0.146 

100" Nitrogen 5.96 4 70 0.208 

Table I11 shows that for the solvents tested the high- IM)' Nitrogen 
est intrinsic viscosity was achieved in the DMF/H2O 
system. The monomer was therefore allowed to poly- The aqueous polymerization system (Table VI) thus 
merize at various temperatures using 4 1  DMF/H20 as 40 offers a convenient technique for the synthesis of 3,3- 
solvent and an initial monomer concentration of 1.0 ionene chloride with viscosities higher than those 
mole/l. The reaction was allowed to continue until achieved in other solvents provided the process is car- 
titration of unreacted end groups indicated that the ried out in absence of air and at high monomer concen- 
polymerization was complete. The results are summa- tration. Additional studies of monomer concentration 
rized in Table IV. 45 and reaction time confirmed the above conclusion as 

illustrated in Table VII, which follows. TABLE IV 

Temperature C % Yield (q) in 0.4M aq. KBr dl/g 

100" Vacuum 5.96 50 100 0.224 
5.96 50 100 0.223 

**Dimethylsulfoxide 

Effect of Temperature TABLE VI1 
Polymerization of AB monomer in water 

Effect of reaction time and monomer concentratin at 100O C 
50 % 

41 114 0.092 
54 100 0.100 
68 111 0.112 Monomer Reaction Con- h) 
82 101 0.089 Concentration Time Exp: ver- in 0.4M KBr 
96 107 0.073 nul hrs. Conditions sion dl/g 

5.96 4 undyNN, 70 0.208 
100 0.223 
90 0.199 
90 0.189 
- 0.140 

perature above about 75" C. 5.96 50 100 0.223 
5.96 50 underNz 100 0.223 
5.96 148 vacuum 100 0.240 

vacuum 100 0.230 
100 0.210 

5.96 384 

100 0.174 
5.54 50 

100 0.162 
so 4.87 

100 0.145 
4.46 so 
4.12 50 

5.96 50 
4.87 8 
4.46 8 

8 4.12 

The yields over 100% are due to insufficient drying 55 
time. For this solvent system, the molecular weight 
decreases if the polymerization is carried out at a tem- 6.69 50 Vacym 100 0.199 

The monomer was allowed to polymerize in either 
4 1  DMF/H,O or 4 1  DMSO/H20 at 54" C, using vari- 
ous initial monomer concentrations and a 48 hour reac- 
tion time. The results are shown in Table V. 

TABLE V 
Effect of Initial Monomer Concentration 

Initial Monomer in 0.4M aq. 65 The aqueous polymerization system can also be car- 
ried out at higher temperatures than the DMF/H20 
system. At higher temperatures in the presence of 

DMF/HzO 1.5 100 0.142 DMF, side reactions occur resulting in a lower intrinsic 

Solvent Con. (molefl) % Yield (q)KBr dVg 
DMF/HzO 0.5 98 0.033 
DMF/HzO 1.0 99 0.126 



15 
4,102,827 

16 
viscosity. Higher molecular weights are favored at NMR spectrometer. The s p t r a l  changes occurring 
higher concentration in water. The itid monomer with time were determind. The rates of polymerization 
concentration is at 1-t 4 mOle/l and preferably at least measur& by of the W R  technique agreed with 
6 mOlefl. even higher molecular weight Was Ob- those obtained by potentiometric titration of the 
tained by a multistage POlYme~tiOn Procedure in 5 ride ion within &IO%. The kinetic results reflect the 
which the initial monomer Concentration is at least 4 increase in rate at room as the dielectric 

less than 100% but more than 50% conversion to poly- shown at 55. c. 
diluting the monomer concentration as initially deter- 10 
mined by at least to time of conversion as expected from a step growth 

polymerization system. The intrinsic viscosities deter- completion. 
A very high polymer was obtained mined in 0.4M aq. KBr as a function of polymerization 

by the following procedure. time are shown in Table VIII. 

molefl and polymerization Proceeds for a fvst perid to 

mer* The polymehtion mixture is then diluted by 

constant of the solvent incr-. The same effect is 

The molecular of the polymer increased with 
and polymerization 

EXAMPLE 21 15 TABLE VI11 

DMAP c1 monomer (52 g) and water (16 ml) were 
combined to form a 7.22 molar mixture, The mixture 
was heated at 100' C in the presence of nitrogen for four 
hours. A solid material formed at the end of 4 hours. 20 
Another 16 ml of H20 was then added (dilution to 5.9 
molarity on an initial basis) and the heating was contin- 
ued for another 20 hours. 

sic viscosity in 0.4M KBr was found to be equal to 0.25 25 

as determined by the technique discussed below. 
When this polymer is compared to the highest molec- 

ular weight polymer shown in Table VII, it is evident The examination of Tables v and VI11 indicates that 
that reaction time has been decreased from 148 h o w  to 3o relatively long reaction times lead to a decrease in in- 
24 hours and the molecular weight of the product is trinsic viscosity. In order to ascertain whether this de- 
higher at the shorter reaction time. crease was due to Occurrence of degradation, the poly- 

The molecular weights reported by the present in- mers were kept at elevated temperatures in aqueous 
ventors have been determined from the intrinsic viscos- solutions and the relative viscosity of isolated samples 
ity molecular weight relationship in aqueous 0.4M KBr 35 was determined as a function of heating time. The data 
by means of light scattering and can be expressed ap- show that the polymer degrades slowly in water, much 
proximately by: faster in presence of NaOH but is stabilized in presence 

of HC1. 
The high crystallinity of different ionene bromides 

son and Rembaum, Macromolecules 575 Jan.-Feb. 1972. patterns using cuKa radiation. Similar results were 
obtained with 3,340nene chloride. The X-ray diffrac- Reaction rates, for the homopolymerization of the 

DMAP C1 monomer, were measured by means of NMR 
spectra, determined at 60 or 220 megacycles or by titra- tion patterns show that the high crystallinity persists in 

of the reaction mixture was added to excess dilute hy- 45 is also true for 3,3-ionene perchlorate and 3,3- 
drochloric acid and the unreacted acid titrated potenti- ionene trbdide. 
ometrically with dilute sodium hydroxide solution. A comparison of specific reduced viscosity of 3,3 and 

The rate of polymerization was followed by the pre- 6,640nene chloride as a function of ionic strength indi- 
viously described titration technique or by monitoring cates that gn ionene containing a large number of posi- 
the NMR resonance peaks, either due to decreasing 50 tive charges in its chain undergoes more extensive coil- 
concentration of the ing with increasing ionic strength than the correspond- 

ing ionene with comparatively low numbers of positive 
charges. This is evidenced by comparing the [.rllS,/, of 
3,3-ionene chloride with that of 6,Gionene chloride as a 

55 function of ICBr concentration. The comparison also 
confms the effect of decreased viscosity in KBr as 
compared with KCl solutions. 

The intrinsic viscosities of polymer samples isolated 
from separate batches of 5.91 molar DMAP C1 mono- 

@ mer polymerized at loo' C in water are shown as a 
function of time in the following table: 

Intrinsic viscosities Of AB polymer isolated from 
separate batches of 1 molar AB monomer and polymer- 
ized at 54* C in DMF/H,O (4:l) as a function of time 

Time (q) in 0.4M aq. KBr 
(hrs) dl/g 
16.0 0.062 

The 3,340nene chloride was then isolated. The intrin- 21.5 0.097 
47.2 0.122 
71.5 0.117 

0.101 dl/g which corresponds to a molecular weight of 63,000 383.5 

lq] = (2.94 x 1 0 - 3 ~ 1  

Further details Of the procedure are discussed by cas- 40 was established by the examination of X-ray diffraction 

tion of unreacted tertiary amine end groups. An aliquot low and high molecular weight polymers and that the 

/CH3 

\ 
CHI 

-N 

protons or increasing concentration of 

/CH3 

\ TABLE IX 
CH3 

-N+ 

Intrinsic Viscosity 
Time, he .  in 0.4M KBr, dl/g 

0.5 0.05 1 
3.0 0.131 
4.0 0.158 

50.0 0.210 

as a function of time. The validity of this procedure is 65 

ever, the actual rates were established using a 60 mc 

substantiated by a careful analysis of high resolution 220 
mc NMR spectra of the monomer and polymer; how- 
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TABLE IX-continued 

Intrinsic Viscosity CH3 

CH3 

Time, hrs. in 0.4M KBr, dug 

5 180.0 0.230 

Again, the molecular weight increased with time of or 

coniersion as expected froma step growth polymeriza- 
tion system. 

The effectiveness of the polyelectrolytes as dewater- 
ing agents for sludge was determined according to the 
Buchner funnel test. The test was conducted by adding 
an optimum amount of polyelectrolyte to a predeter- 
mined amount of sludge, placing the sludge on a sheet 
of 9 cm Whatman paper No. 4 within a Buchner funnel, 
applying a 24 inch vacuum to the funnel and measuring 
the volume of water collected over a time interval. 

EXAMPLE 22 
The optimum concentration of polyelectrolyte for 

dewatering waste activated sludge was first determined. 
The optimum amount of each polyelectrolyte was then 
added to a 500 ml sample of sludge containing 2% 
sludge solids, stirred at high velocity for 10 seconds, 
poured into the Buchner funnel and the vacuum acti- 
vated. The results follow: 

TABLE X 
Amount Water, Time, 

Polyelectrolyte mpfl 
None 
Homopolymer (Ex. 1) 115 
Tetramine Star (Ex. IOA) 500 
Polyethylene Imine Branch (Ex. 19) 400 
Polyvinylbenzylchloride Branch 200 
(Ex. 12) 

where Z is chloro, bromo or iodo, n is an integer and x 
is 3 or 7 to 10 linked directly by weans of the quaterniza- 

l5 tion reaction between the (CH& N, or 2 terminal 
groups of the segments to the tertiary amine or Z 
groups of a polyfunctional central monomer or poly- 
meric substrate, said central monomer being selected 
from compounds of the formula: 

20 

EXAMPLE 23 
200 ml samples of digested sludge containing 3.5% 

solids were subjected to the procedure of Example 22. 
The results follow: 

TABLE XI 
Amount Water, Time, 

Polyelectrolyte mg/l ml sec. 
None 23 120 
T e t d n e  Star (Ex. IOA) 200 34 120 
Polyethylene Imine Branch (Ex. 19) 200 49 120 
Polyvinylbenzylchloride Branch 200 60 120 
(Ex. 12) 

40 

45 

50 

where Y is a polyvalent low molecular weight organic 
30 group having a valence of 3 + m, m is an integer from 

0-3, R3 is selected from alkylene, phenylene or alkyl 
ester and E is 2 or (R4)3 N- where R4 is alkyl, aryl or 

100 72 120 99 aralkyl and said polymenc substrates are selected from 
100 90 the group consisting of polyvinylpyridine, polyethyl- 
100 85 35 eneimine, polyvinylbenzylchloride, poly-(dialk- 
100 52 ylaminoalkyl acrylate), poly-(dialkylamino alkyl acryl- 

amide, polyepichlorohydrin and polydialkylaminoalk- 
ylethylene oxide. 

2. A polyelectrolyte according to claim 1 in which x 
is 3 and 2 is chloro. 

3. A polyelectrolyte according to claim 1 in which Y 
is aromatic. 

4. A polyelectrolyte according to claim 3 in which 
Ri is lower alkylene. 

5. A polyelectrolyte according to claim 4 in which E 
is chloro, bromo or iodo. 

6. A polyelectrolyte according to claim 5 in which Y 
is a benzene or alkylated benzene, R3 is methylene, E is 
chloro and m is 0 or 1. 

7. A polyelectrolyte according to claim 6 in which 
the central monomer is selected from 2,3,6-tri- 
(chloromethy1)-mesitylene, 1,2,4,5-tetra-(chlorome- 
thy1)-benzene or 1,2,4-tri-(chloromethyl)-benzene. 

ml sec. 

sity and amount of branching increases from homopoly- 55 
mer to star to branch, comb-polymer. 

It is to be realized that only preferred embodiments of 
the invention have been described and that numerous 
substitutions, alterations and modifications may be 
made without departing from the spirit and scope of the 

R4\ /R4 
R4 R4 
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HC-OOCNH-(CH&-NHCOO-CH 
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invention as defined in the following claims. 
R’ 

N 
What is claimed is: 
1. A polyelectrolyte having an intrinsic viscosity 

molecular weight of at least 30,000 as determined by 65 R4’ \R4 R4’ \R4 
light scattering in 0.4M K Br consisting essentially of 
the adduct of linear polymeric segments of the formula: where p is an integer from 2 to 10. * * * * *  


