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METHOD OF SOLUTION PREPARATION OF 	 rate. Although some of these (e.g., molecular weight, humid-

POLYOLEFIN CLASS POLYMERS FOR
	

ity) have been investigated in detail (C. Casper, J. Stephens,
ELECTROSPINNING PROCESSING

	
N. Tassi, D. B. Chase and J. Rabolt, Macromolecules 2004,

INCLUDED
	

37, 573-578 ("Casper") and Megelski most of the work has
5 focused on investigation of the development of microstruc-

RELATED APPLICATIONS
	

ture in fibers and their potential applications ranging from
tissue engineering constructs to fuel cell membranes.

This application claims benefit to US provisional applica- 	 Electrospinning is a simple method that can prepare fibers
tion 60/740,222 filed Nov. 28, 2005 which is incorporated by	 with submicron diameter using electrostatic force. Submi-
reference in its entirety for all useful purposes.

	

	 10 crop fibers prepared by this technique have recently come
under intense scientific study due to wide ranging potential

GOVERNMENT LICENSE RIGHTS

	

	
applications including filtration, optical fibers, protective tex-
tiles, drug delivery system, tissue engineering scaffolds, and

The United States Government has rights in this invention	 gas separation membranes etc.
as provided for by NASA Genetically Engineering Polymer 15	 Many polymers, synthetic and natural, have been success-
Contract or grant no(s): MASC 372116 and NSF EPSCoR

	
fully spun into nano-, and/or micron-sized fibers from poly-

Grant No. EPS-0447610. 	 mer solution and melt. Although polyolefin (CH2--CH2),,,
poly-a-olefin (CHz (R CH)),,, with R=aliphatic, aromatic

BACKGROUND OF THE INVENTION	 or cyclic groups, their copolymers and/or their polymer
20 blends are important commercial polymers, very limited

The investigation of structure/property relationships in 	 work on the electrospinning of polyolefins, poly-a-olefins,
materials often requires processing prior to the measurement 	 their copolymers and/or their polymer blend fibers exists. In
of their properties. Fiber spinning is often the processing	 the case ofpolyolefins, poly-a-olefins, their copolymers and/
method of choice in long chain polymers because of the 	 or their polymer blends have limited solubility due to their
subsequent chain alignment that occurs during the shear and 25 excellent chemical resistance and non-polar structure, and
windup process. This alignment can give rise to highly aniso- 	 hence are not easy to electrospin from solution. All investi-
tropic electrical, mechanical and photonic properties. Unfor-	 gations thus far have used melt-electrospinning.
tunately commercial spinning lines need large (5-10 lbs)
quantities of starting material in order to produce melt-spun

	
BRIEF DESCRIPTION OF THE INVENTION

fibers. This limits the candidates for investigation to those that 30

are made in sufficiently large quantities and/or those that do
	

The invention relates to a process for producing a porous
not degrade at elevated temperatures, in the case of melt 	 membrane withpolyolefin classes of polymers using the elec-
spinning. Solution spinning is possible as an alternative 	 trospinning process. These polyolefin membranes and/or
methodbuthas been reserved for those polymers that dissolve 	 membranes made from poly-a-olefin, their copolymers and/
in volatile and often times aggressive solvents (e.g., KEV-  35 or their polymer blends have a high surface area, small pore
LARO in sulfuric acid). (KEVLAR® is a polyamide, in	 size, soft feel, flexibility and possess the possibility of pro-
which all the amide groups are separated by para-phenylene

	
ducing 3-dimensional structures for use in filtration, protec-

groups, that is, the amide groups attach to the phenyl rings 	 tive textiles and gas separation etc.
opposite to each other, at carbons 1 and 4 and is manufactured

	
Polyolefins and poly-a-olefins like polyethylene, polypro-

by DuPont), in sulfuric acid). 	 40 pylene, poly- l-butene (PB), poly- l-pentene, poly- l-hexene,
The electrospinning of fibers has been investigated for 	 poly(3-methyl-l-butene), poly(4-methyl-l-pentene) (PMP),

more than 30 years. However, since 1998 the number of
	

poly(4-methyl-l-hexene),poly(5-methyl-l-heptene), etc and
publications on electrospun polymer nanofibers have grown 	 their copolymers and polymer blends consist of hydrocarbon
exponentially, Z. M. Huang, Y. Z. Zhang, M. K. Kotaki and S.	 chains of varying lengths, etc, and are in general and/or spe-
Ramakrishna, Composites Sci. and Tech. 2003, 63, 2223- 45 cial use in many industrial applications.
2253 ("Huang"), US20030137069. Electro spinning, an off- 	 According to this invention, polyolefin, poly-a-olefin,
shoot of electrospraying, can be used to spin spider-web type 	 their copolymers and/or their polymer blends are completely
fibers (see FIGS. 1-3) for characterization and testing of their

	
dissolved in a multi-component solvent system to form a clear

mechanical and surface properties. The fibers produced dur- 	 or transparent solution indicating that gelation has hot
ing the electrospinning process are microscale and nanoscale, 50 occurred when heating from room temperature to a higher
with diameters ranging (D. H. Reneker and I. Chun, Nano- 	temperature depending on the polymer type, molecular
technology 1996, 7, 216 ("Reneker")) from 40 nm to 5 µm	 weight and solvent system used. Room temperature is
compared to traditional textile fibers which have diameters 	 approximately 23° C. Upon cooling slowly from a tempera-
(Reneker) of 5 to 200-µm. The primary advantage of electro- 	 ture higher than room temperature to 25° C.-50° C. under
spinning is that It uses minute quantities (as little as 10-15 mg) 55 ambient conditions results in a clear solution for electrospin-
of polymer in solution to form continuous fibers. Although a 	 ning (K-H Lee, S. Givens, D. B. Chase and J. F. Rabolt,
number of commodity polymers have already been electro- 	 Polymer 2006, 47, 8013 ("Lee"))
spun (Huang and S. Megelski, J. S. Stephens, D. B. Chase and

	
Solubility of polyolefin class polymers depends strongly

J. F. Rabolt, Macromolecules 2002, 35, 8456 ("Megelski"), 	 on the chemical structures and molecular weight. For
an understanding of the mechanism andparameters that affect 60 example, poly(methyl-l-styrene) and polystyrene(PS) solu-
the electrospinning process is only starting to emerge. There 	 tions can be prepared at room temperature while polyethyl-
are a limited number of parameters that appear to effect the	 ene, polypropylene, polybutene, and poly(4-methyl-l-pen-
fiber diameter, the concentration of "beads", the fiber surface	 tene), etc solutions can not be prepared at room temperature.
morphology and the interconnectivity of polymer fibrils.	 These polymers require heating for preparation of clear solu-
These include solution concentration, distance between 65 tions for electrospinning. Tailoring the multi-component sol-
"nozzle" and target molecular weight of the polymer, spin-	 vent system with a blend of solvent and non-solvent for the
ning voltage, humidity, solvent volatility and solution supply 	 specific polyolefin class polymers allows for a disruption of
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chain-chain interactions yielding a clear solution for electro-
spinning at room temperature in polypropylene, polybutene,
and poly(4-methyl-l-pentene), etc systems.

According to the invention, the polymer component is a
single polyolefin or a mixture of polyolefins, where the poly-
olefins also include polyolefin copolymers and/or modified
polyolefins. Mixtures of different polyolefins are very inter-
esting due to varying physical properties such as mechanical,
physical and thermal characteristics. For example, by adding
a certain amount of poly(4-methyl-l-pentene) in poly(1-
butene), thermal characteristics can be influenced, while add-
ing certain amounts of a polyolefin with a high molecular
weight can increase mechanical properties. In this case, high
molecular weight polyolefins must be soluble in the solvent
used.

In general, polyolefins, poly-a-olefins, their copolymers
and/or their polymer blends have good chemical resistance
and require high temperature (above 100° C. except poly(a-
methyl styrene)) to prepare the clear solutions. Solutions
turbid at lower temperature eventually form a gel.

BRIEF DESCRIPTION OF FIGURES

FIG. 1 shows a field-emission scanning electron micro-
scope (FE-SEM) image of an electro spun polypropylene fiber
membrane from cyclohexane, acetone and DMF (80/10/10
w/w/w/ weight %) according to example 1 at x500 magni-
fication.

FIG. 2 shows a field-emission scanning electron micro-
scope (FE-SEM) image of an electrospun poly(1-butene)
fiber membrane from cyclohexane, acetone and DMF (80/10/
10 w/w/w/ weight %) according to example 1 at x250 mag-
nification.

FIG. 3 shows a field-emission scanning electron micro-
scope (FE-SEM) image of an electrospun poly(4-methyl-l-
pentene) fiber membrane from cyclohexane, acetone and
DMF (80/10/10 w/w/w/ weight %) according to example 1
at x1000 magnification.

FIG. 4 contains the schematic diagram of electrospinning
results and FE-SEM images of as-spun PMP fibers from
solutions of PMP in (A) cyclohexane, (B) a mixture of cyclo-
hexane and acetone (80/20, w/w weight percent)), (C) a
mixture of cyclohexane and DMF (80/20, w/w weight %)
and (D)) a mixture of cyclohexane, acetone and DMF (80/10/
10, w/w/w weight %). The arrows in FIG. 4C illustrated
curled and/or twisted fibers structures.

FIG. 5 is a schematic of an electrospinning process with
continuous supplying system.

DETAILED DESCRIPTION OF THE INVENTION

According to the invention, polyolefin polymers are com-
pletely dissolved in a multi-component solvent system to
form a clear solution when heated preferably to 50° C.-100°
C. depending on the solvent type, the polymer type and the
molecular weight. Cooling the polymer solutions slowly
under ambient conditions to 25° C.-50° C. depending on the
solvent type, the polymer type and polymer concentration
results in clear solutions for electrospinning. Tailoring the
multi-component solvent system with a blend of solvent and
non-solvent for the specific polyolefin class polymer allows
for a disruption of chain-chain interactions yielding a clear
solution for electrospinning at room temperature in polypro-
pylene, polybutene, and poly(4-methyl-l-pentene), etc. sys-
tems. This is a novel result never before obtained. All other
work on electrospinning of polypropylene, polybutene, and

4
poly(4-methyl-l-pentene), etc systems has been performed in
melt electrospinning without the presence of solvent.

The invention has potential applications in filtration of
liquids, gases and molecular filters. Reinforcement of com-

5 posite materials, protective clothing, protective masks, bio-
medical application such as medical prostheses, tissue engi-
neering templates, wound dressing, drug delivery systems,
and pharmaceutical compositions, cosmetic skin care and
cleaning etc. are additional applications.

to Clear solutions, an indicator that gelation has not occurred
in polyolefins, poly-a-olefins, their copolymers and/or poly-
mer blends, can be obtained by dissolving the polymer in a
good solvent and/or in a mixture of solvent and non-solvents

15 at room temperature up to to temperatures at which the sol-
vents boil depending on the polymer concentration, molecu-
lar weight and polymer type. When the clear solutions were
lowered to room temperature (25° C.), these solutions
remained clear for a certain time.

20 The fibers are made from a polymer solution by an elec-
trospinning process as described in Reneker, U.S. Pat. No.
4,323,525, U.S. Pat. No. 4,689,525, US 20030195611, US
20040018226, and US 20010045547, which are incorporated
herein by reference in their entirety for all useful purposes.

25 The polymers that are preferably used are listed in Huang,
US 20030195611, US 20040037813, US 20040038014, US
20040018226, US20040013873, US 2003021792, US
20030215624, US 20030195611, U S 20030168756, US
20030106294, US 20020175449, US20020100725,

30 US20020084178 and also in the following U.S publications,
US 20020046656, US 20040187454, US 20040123572, US
20040060269, US 20040060268 and US 20030106294. All
these publications are all incorporated by reference in their
entireties for all useful purposes.

35 The preferred solvents that may be used are (a) a high-
volatility solvent group, including acetone, chloroform, etha-
nol, isopropanol, methanol, toluene, tetrahydrofuran, water,
benzene, benzyl alcohol, 1,4-dioxane, propanol, carbon tet-
rachloride, cyclohexane, cyclohexanone, methylene chlo-

4o ride, dichloromethane, phenol, pyridine, trichloroethane,
acetic acid; or (b) a relatively low-volatile solvent group,
includingN,N-dimethyl formamide (DMF), dimethyl sulfox-
ide (DMSO), N,N-dimethylacetamide (DMAc), 1-methyl-2-
pyrrolidone (NMP), ethylene carbonate (EC), propylene car-

45 bonate (PC), dimethyl carbonate (DMC), acetonitrile (AN),
N-methylmorpholine-N-oxide, butylene carbonate (BC),
1,4-butyrolactone (BL), diethyl carbonate (DEC), diethyl-
ether (DEE), 1,2-dimethoxyethane (DME), 1,3-dimethyl-2-
imidazolidinone (DMI), 1,3-dioxolane (DOL), ethyl methyl

50 carbonate (EMC), methyl formate (ME), 3-methyloxazoli-
din-2-one (MO), methyl propionate (MP), 2-methyltetrahy-
drofuran (MeTHF) or sulpholane (SL). Other solvents that
can be used are listed in US20020100725 and
US20030195611, which are incorporated by reference. The

55 amount of polymer and solvent will vary from 0.1-99,9%, the
latter being a highly concentrated polymer solution. In gen-
eral, it has been shown that polymers can be electrospun when
their concentration in solution, C, multiplied by the intrinsic
viscosity of the solution, q, is ?8.9 (M. G. McKee, G. L.

60 Wilkes R. L. Colby and T. E. Long, Macromolecules 2004,
37,1760 ("McKee").

The concentration of polymer and solvent can be the same
as discussed in the electrospinning publications and patents,
Reneker, Megelski, Casper, U.S. Pat. No. 4,323,525, U.S. Pat.

65 No. 4,689,525, US 20030195611, US 20040018226 and US
20010045547, which are all incorporated herein by reference
in their entirety for all useful purposes.
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Electrospinning or electrostatic spinning is a process for

creating fine polymer fibers using an electrically charged
solution that is driven from a source to a target with an
electrical field. Using an electric field to draw the positively
charged solution results in a j et of solution from the orifice of
the source container to the grounded target. The jet forms a
cone shape, called a Taylor cone, as it travels from the orifice.
Typically, as the distance from the orifice increases, the cone
becomes stretched until, near the target, the j et splits or splays
into many fibers prior to reaching the target. Also prior to
reaching the target, and depending on many variables, includ-
ing target distance, charge, solution viscosity, temperature,
solvent volatility, polymer flow rate, and others, the fibers
begin to dry. These fibers are extremely thin, typically mea-
sured in nanometers. The collection of these fibers on the
target, assuming the solution is controlled to ensure the fibers
are still wet enough to adhere to each other when reaching the
target, form a randomly oriented fibrous material with
extremely high porosity and surface area, and a very small
average pore size.

The basic components required for solvent electrospinning
are as follows A polymer is mixed with a solvent to form a
solution having desired qualities. The solution is loaded into
a syringe like container that is fluidly connected to a blunt
needle to form a spinneret. The needle has a distal opening
through which the solution is ejected by a controlled force,
represented here in a simplified manner as being supplied by
a plungerbut canbe any appropriate controllable variable rate
fluid displacement system and should be automated to ensure
accurate flow rates.

The electrospinning process is carried out at temperatures
ranging from a lower limit at which the solvent freezes to an
upper limit where the solvent evaporates or the polymer
degrades chemically.

EXAMPLES

Example 1

As a result of electrospinning the polyolefin solutions,
fibers whose diameters range between 1 and 10 microns are
produced depending on the concentration of polyolefin in the
mixed solvent system. Under other conditions, fibers smaller
and bigger than this range have been produced by the elec-
trospinning process as described in Megelski, "Stephens" (7.
S. Stephens, J. F. Rabolt, S. Fahnestock and D. B. Chase,
MRS Proceedings 774, 31(2003)), US20030195611 and
US20030168756 which are incorporated by reference.

The as-produced fibers have been studied using both opti-
cal and field emission scanning electron microscopy (FE-
SEM) in order to ascertain any surface topography that may
exist and to determine the presence of any morphological
defects.

Example 2

Poly(4-methyl-l-pentene) (PMP) is a widely usedpolymer
in industry and specifically, in medical products. Producing
micro- or nanofiber membranes would expand the usefulness
of PMP to a broaden range of medical applications. A choice
of solvent quality for the solution used for electrospinning can
have a dramatic effect on the spinnability of fibers and on their
morphological appearance. We tested the following four sol-
vent systems: cyclohexane, cyclohexane/acetone mixture,
cyclohexane/dimethyl formamide (DMF) mixture and cyclo-
hexane/acetone/DMF mixture. As demonstratedby FE-SEM,
electrospun fibers with different morphologies including
round, twisted with a roughened texture, curled and twisted-

ribbon shapes were formed. The fiber shape and morphology
depended strongly on the type and amount of non-solvent
used.

Each PMP solution was poured into a 3-ml syringe
5 equipped with a 21 gauge needle (Hamilton). A high-voltage

power supply (Gassman High Voltage) capable of generating
voltages up to 30 kV was used to generate a 10-15 kV poten-
tial difference between the needle and a grounded metallic
plate with Al-foil placed 15 cm from the tip of the needle. All

10 
fiber spinning was carried out at ambient conditions. A sche-
matic of the electrospinning apparatus is shown in the FIG. 5.

The morphologies of electrospun PMP fiber membranes
were investigated using field emission scanning electron
microscopy (FE-SEM, 7SM-7400F, 7EOL). Typical imaging
conditions were 1-2 kV and 10 µA. Depending on the mixture

15 of solvents and nonsolvents or poor solvents used a distinctly
different fiber morphology as shown in FIG. 4 was obtained.

Example 3

20 If a blend of two or more polyolefins is dissolved in the
mixed solvent system described above then blended polymer
fibers can be electrospun using the typical conditions men-
tioned previously. For example, PB/PMP blended fibrous
mats can be produced in this way. FIG. 5 shows field-emis-

25 Sion scanning electron microscope (FE-SEM) images of an
electrospun fiber membrane of blends (PB/PMP) from cyclo-
hexane, acetone and DMF (80/10/10 w/w/w/ weight %)
according to Example 1 at x500 magnification, (A) PB/PMP
(75/25), (B) PB/PMP (50150) and PB/PMP (25/75). In all

30 
cases, twisted flat fibers are produced.

All the references described above are incorporated by
reference in its entirety for all useful purposes.

While there is shown and described certain specific struc-
tures embodying the invention, it will be manifest to those
skilled in the art that various modifications and rearrange-

35 ments of the parts may be made without departing from the
spirit and scope of the underlying inventive concept and that
the same is not limited to the particular forms herein shown
and described.

We claim:
40 1. A process to make a polyolefin fiber which comprises

mixing
a) poly(4-methyl-l-pentene) or
b) polybutylene and poly(4-methyl-l-pentene)
with a solvent system comprising cyclohexane and one or

45 both of acetone and dimethyl formamide at a tempera-
ture higher than room temperature to form a polymer
solution, cooling the polymer solution to room tempera-
ture, and electrospinning said polymer solution at room
temperature to form a fiber.

2. The process as claimed in claim 1, wherein the tempera-
so tut.ehigher than room temperature is from above 25to100°C.

3. The process as claimed in claim 1, wherein the tempera-
ture higher than room temperature is from 50 to 100° C.

4. The process as claimed in claim 1, wherein the solvent
system comprises cyclohexane and acetone.

55	 5. The process as claimed in claim 1, wherein the solvent
system comprises cyclohexane and dimethyl formamide.

6. The process as claimed in claim 1, wherein the solvent
system comprises cyclohexane, acetone and dimethyl forma-
mide.

60 7. The process as claimed in claim 1 comprising mixing
both of said polybutylene and poly(4-methyl-l-pentene) with
the solvent system, said polybutylene and poly(4-methyl-l-
pentene) being in a ratio of 75/25-25/75 w/w.
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