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ABSTRACT: A detailed experimental study was conducted to establish the structure­
property relationships between elevated temperature aging and (I) fiber-matrix bonding, 
(2) Mode II interlaminar fracture toughness, and (3) failure modes of carbon fiber/PMR-15 
composites. The fiber-matrix adhesion was varied by using carbon fibers with different 
surface treatments. Short beam shear tests were used to quantify the interfacial shear 
strength afforded by the use of the different fiber surface treatments. 

The results of the short beam shear tests definitely showed that, for aging times up to 
1000 hr, the aging process caused no observable changes in the bulk of the three composite 
materials that/would degrade the shear properties of the material. Comparisons between 
the interlaminar shear strength (lLSS) measured by the short beam shear tests and the Glle 

test results, as measured by the ENF test, indicated that the differences in the surface treat­
ments significantly affected the fracture properties while the effect of the aging process was 
probably limited to changes at the starter crack tip. The fracture properties changed due 
to a shift in the fracture from an interfacial failure to a failure within the matrix when the 
fiber was changed from AU-4 to AS-4 or AS-4G. 

There appears to be an effect of the fiber/matrix bonding on the thermo-oxidative stabil-
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ity of the composites that were tested. The low bonding afforded by the AU-4 fiber resulted 
in weight losses about twice those experienced by the AS-4 reinforced composites, the 
ones with the best TOS. 

The results are in agreement with those of previous work completed by the authors. 

INTRODUCTION 

D URJNG THE PAST two decades, the commercial availability of the polyimide 
resin, PMR-15, has made it possible to design and fabricate carbon fiber re­

inforced composite structures that can sustain temperatures as high as 316°C for 
extended periods of time. This is about twice the temperature limit of commonly 
used epoxy composite materials. 

Also, during the past decade, a significant amount of work has been conducted 
to quantify the extent of degradation and to comprehend the mechanisms involved 
in the degradation of the PMR-15 poly imide neat resin and carbon fiber compos­
ites (References [1 - 8]) . Microscopic examination of neat resin specimens, aged 
for various times at elevated temperatures (Figure I) , revealed that polymer 
degradation occurred inside of a thin surface layer that progressively advanced 
inward toward the center of the specimen (Reference [8]). Evidence indicated that 
the central portion of the specimen remained unchanged. From these observa­
tions it was concluded that composite aging damage was probably confined to the 
composite surface layer. 

The thermal-oxidative degradation data suggest that the mechanism(s) involved 
in the mechanical properties changes observed in aged carbon fiber reinforced 
composites are probably initiated in the outer surface layers that are formed dur­
ing the aging. Therefore, properties which are influenced by the fiber/matrix 
composition of the surface should show more change due to the aging process, 

r Surface layer 

Figure 1. Surface layer degradation in PMR-15 neat resin after aging in air at 343°C for 362 
hr. 
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than those properties which reflect properties of the central, protected sections of 
the composite materials. 

Described herein are the results of a study which was designed to establish 
relationships between the Mode II fracture toughness failure modes, as measured 
with the End Notched Flexural (ENF) specimen, of a highly crosslinked 
polyimide matrix and identical carbon fiber reinforcements with three different 
surface treatments. The surface treatments provided three different levels of fiber­
matrix adhesion. The testing was conducted after various aging times at 316°C. 
The results are compared with short beam interlaminar shear strength (ILSS) test 
results of the same materials. 

MATERIALS 

The materials used in this study were the poly imide matrix polymer PMR-15 
and three Hercules A-carbon fibers, AU-4, AS-4, and AS-4G. The AU-4 fiber 
has an untreated surface with a minimum of active sites on the surface. The AS-4 
fiber was treated to introduce active sites of the fiber surface. The third carbon 
fiber, AS-4G, was surface treated and then the surfaces were coated with a water 
soluble, epoxy-compatible sizing referred to as the G-sizing. The fiber-matrix 
shear strength of the unaged materials was assumed to be correlated to the in­
terlaminar shear strength (lLSS). Such correlation has been shown for 
graphite/epoxy composites (Reference [9)). The ILSS data in this study suggest 
that the interfacial shear strengths of AS-4/PMR-15 and AS-4G/PMR-15 are 
higher than that of the AU-4/PMR-15 composite by about 60 and 74 percent re­
spectively. 

The three different types of fibers have been shown to produce three different 
strengths of interfacial bonding, as reflected in composite mechanical properties 
(References [9] and [10)). Possible reasons for these differences are attributed to 
surface roughness variances, percent Weighted Dipole Moment (WDM), and 
percent polar energy (Reference [liD. Investigators at the University of Akron 
have shown by the use of Atomic Force Microscopy (AFM), that the A-type car­
bon fibers, produced by Hercules, have relatively smooth surfaces in relation to 
the surfaces of the G-type (BASF) and T-type (Amoco) fibers (Reference [Il)). 
Two observations were made. The first is that there are no topographical 
differences between the untreated and surface treated A-type carbon fiber sur­
faces. The second obeservation was that the grain size of each of the three fibers 
was in the range of 20 to 100 nm and elongated in the fiber axial direction. This 
indicates that the oxidative surface treatment that was used to convert the AU 
fiber to AS fiber did not cause physical changes in the A-fiber surface, and the 
mechanical interlocking of the fiber with the matrix is not the primary promoter 
of interfacial bonding. 

In another study (Reference [12)), it was determined that dipole interactions be­
tween the polar groups on the fiber surfaces and those along the PMR-15 back­
bone play an important role in the fiber-matrix bonding. In addition, the high 
degree of bonding promoted by the large concentrations of surface dipole 
moieties allow the achievement of extended retention of composite mechanical 
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properties during thermo-oxidative exposure. The results of these two studies in­
dicate that the chemical makeup of polar groups on the surfaces of the A-type 
carbon fibers promotes the differences in the mechanical and thermo-oxidative 
behavior of the composites made from these reinforcements. 

A 50 percent by weight of monomeric solution in methanol was used to im­
pregnate the wound fibers. The monomer solution was prepared at room temper­
ature by the addition of the three monomers in a 2 monomethyl ester of 5-
norbornene-2,3-dicarboxylic acid: 3.087 4 4' methylene dianiline: 2.087 3,3', 
4,4' -benzophenonetetracarboxylic dianhydride stoichiometric ratio with enough 
methanol to make a 50 wt% solution. 

The prepreg material was made by filament winding the fiber at 3.5 
turns/cm.(9 turnslinch) for all three fibers. The prepreg was then cut into 10.2 by 
10.2 cm.(4 by 4 in.) squares and stacked into panels containing 24 unidirectional 
plies and two pieces of Kapton film across one end and positioned perpendicular 
to the fiber direction. These stacks were then cured under pressure for two hours 
at 316°C in a matched metal die mold in a heated press after imidizing the stack 
of plies under a light pressure at 204 °C for I hr. The average cured thickness of 
the plates was 0.71 cm. (0.28 in.) The laminate plates were then given a 16 hr 
standing postcure in air at 316°C. 

After postcure, the laminates were inspected by through-the-thickness C-scan 
to check for blisters and the proper positioning of the Kapton inserts. Laminated 
plates which contained processing defects were rejected and replaced. 

EXPERIMENTAL PROCEDURES 

The specimen aging was done at 316°C in an air circulating oven. The plates 
were positioned vertically with the air flow across the two larger, flat surfaces. 
The air flow rate was 100 cmJ/min. The plates were periodically removed, placed 
in a desiccator, allowed to cool to room temperature, and weighed on an analyti­
cal balance. After the weighing was completed, the plates were visually ex­
amined, and again placed within the ovens. 

After the aging was completed, they were cut into test specimens with a water 
cooled, diamond wheel. Each plate was cut into four strips about 2.54 by 10.2 
cm. (l by 4 in.) with the 10.2 cm. (4 in.) direction parallel to the direction of the 
fibers. A schematic of the specimen layout in the fabricated panel is shown in 
Figure 2. 

The Mode II fracture testing was done using the End Notched Flexural (ENF) 
test method (Reference [9]). The dimensions and geometry of the ENF specimen 
are shown in Figure 3. Each specimen was built up of 24 unidirectional plies and 
contained a starter crack produced by two pieces of 0.0043 cm. (0.0018 in.) Kap­
ton film. Two pieces were used to reduce the surface friction in the starter crack. 
The films were positioned in the midplane along one end of the plate and perpen­
dicular to the orientation of the fibers. Figure 4 shows a photomicrograph of a 
specimen prior to testing. The two pieces of film and the effect of the films on the 
fiber orientation are readily evident in the picture. 

A schematic of the ENF test specimen in the fixture is shown in Figure 3. It is 
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Figure 4. Unaged AU·4IPMR·15 unidirectional composite. Solid wedge at right is neat resin 
material. 

merely a three point flexure test with midpoint loading. The tests were run on an 
Instron 4505 load frame using the Series IX software to control the test and 
record the data. The midpoint deflection was monitored by means of crosshead 
displacement only. Four specimens were tested at the laboratory ambient temper­
ature and humidity for each fiber and at each aging condition. The crosshead 
speed was 0.025 cm.lminute (0.01 in .lmin) . The load and support rollers for the 
fixture were sized according to ASTM 0790. The test span was 8.89 cm. (3.5 in.) 
which produced a span to depth ratio of 12.5. 

The digestion of the composite specimens to measure the fiber content was 
done as detailed in ASTM-D 3171 and Reference [13] . 

Specimen density measurements were made using the immersion technique as 
specified in ASTM 792 . The liquid was distilled water. 

Interlaminar shear measurements were done in accordance with ASTM-D 
2344. A span to depth ratio of 5 was used. 

Glass transition temperatures , TG's , were measured by Dynamic Mechanical 
Analysis (DMA) in air using a Rheometrics Mechanical Spectrometer/Dynamic 
Spectrometer RMS-800/RDS II. The temperature ramp rate was 5 °C per min 
and the strain was 0.5 percent. 

RESULTS AND DISCUSSION 

Thermo-Oxidative Stability Results 

The degradation of the three types of composites was monitored by changes in 
the physical state and mechanical properties of the test material. Points of con­
cern physically were the weight changes, optical observation of thermally in­
duced damage growth , and fracture surface morphology changes. Fracture 
toughness degradation and flexural modulus were the mechanical focal points 
that were tracked for thermal response. 

The weight loss data from the aging of the unmachined ENF specimen plates 
are presented in Table I. Four plates were made using each type of fiber. Three 
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of these plates were aged at 316°C for 240, 500, and 1000 hr. They are designated 
in the table by a, b, and c respectively. The fourth was tested in the unaged condi­
tion. The plates that were aged for 1000 hours were also removed from the oven 
and weighed at 240 and 500 hr. The 500 hr plate was also weighed after 240 hr 
of aging. The large weight loss value for the AU-4c plate at 1000 hr is due to the 
extra surface area produced by the cracking that occurred at the plate ends that 
were oriented perpendicular to the fiber direction. Cracking was noted on this 
one plate, AU-4c, after 500 hr, but not on the end surfaces of AU-4b. The end of 
plate AU-4c is shown in Figure 5. It may be that the cracking was just starting to 
occur at 500 hr, therefore, the effect of the newly forming crack surface area 
would be insignificant at this time. 

Weight loss rate data is presented in Figure 6. The order of thermo-oxidative 
stability of the three composites, with the most stable first is AS-4, AS-4G, and 
then AU-4. It appears that interfacial bonding and surface sizing play an impor­
tant part in elevated temperature composite degradation. The differences between 
the AS-4 and AS-4G data may be due to the rapid degradation of the low tempera­
ture epoxy sizing at the specimen surfaces where the oxygen is present. 

The data in Figure 6 show similar behavior of the three different materials up 
to 500 hr of aging. The weight loss rates increase significantly at 240 hr of aging. 
This is most likely due to the release of reaction products that have not diffused 
from the composites during curing and postcuring. Then the rates decrease until 

Table 1. Thermo-oxidative stability of ENF 
specimen panels (10.2 x 10.2 cm). 

Aging Weight Weight 
Time Loss Loss 

Fiber Hr Gms Percent 

AU-4a 240 0.706 0.62 
AU-4b 240 .8103 .72 
AU-4c 240 .8901 .79 
AU-4b 500 1.1537 1.01 
AU-4c 500 1.3775 1.22 
AU-4c 1000 3.9188 3.47 

AS"4a 240 0.3725 0.32 
AS-4b 240 .4184 .36 
AS-4c 240 .4041 .34 
AS-4b 500 .5787 .5 
AS-4c 500 .6803 .52 
AS-4c 1000 1.4018 1.19 

AS-4Ga 240 0.6645 0.60 
AS-4Gb 240 .6574 .55 
AS-4Gc 240 .7088 .62 
AS-4Gb 500 .904 .76 
AS-4Gc 500 .8847 .77 
AS-4Gc 1000 .725 1.5 
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Figure 5. Cracked end of AU-4 panel that was aged for 500 hr at 316°C. 

the aging time reaches 500 hr. During this time, a degradation layer is forming 
and the interface between the layer and the unoxidized central material is advanc­
ing inward (Reference [8]). During the time interval from 500 hr until 1000 hr, 
the AS-4 and AS-4G reinforced composites lose weight at a steady rate while the 
weight loss rate increases for the AU-4 fiber reinforced composite. The steady 
rate indicates that the inward rate of movement of the interface and the composite 
surface inward movement due to the mass loss from the surface of the layer are 
about equal. Cracking of the edge surfaces of the AU-4 reinforced composite per­
pendicular to the direction of the fibers occurred beginning around the 500 hr 
time. It is assumed that this cracking of the edges caused the increase in weight 
loss rate. The dashed line indicates the proposed weight loss rate for the AU-4 
composite if the end cracking had not occurred. The difference between the 
dashed line and the measured data would be the weight loss rate from the crack 
surfaces. 
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Figure 6. Rate loss rates from ENF plates aged in air at 316°C. 
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Mechanical Test Results 

The following describes the ENF specimen and the mathematical description 
of the mechanics involved in evaluating the results of the test. When a crack ex­
tension from an initial crack length of length a to a final length of a + oa occurs 
in a linear elastic body, the Mode II strain energy release rate (SERR), Gil, is 
given by: 

Gil = -(I/W)(dUlda) (\) 

where U is the total strain energy stored in the specimen and W is the specimen 
width. The strain energy released during the crack extension (for a fixed grip 
case) is given by: 

U = (I/2)Pu - (I/2)(P - oP) = (l/2)uoP (2) 

where P and u are the applied load and displacement respectively. 
The extension of the crack from a to a + oa induces a change in the compli­

ance of the beam. For a linear elastic body, the relationship between load and dis­
placement is: 

u = CP (3) 

where C is the compliance of the specimen. The crack extends when the value 
of Gil reaches its critical value at the time when P = Pc. Using Equations (1) to 
(3): 

Gllc = (P~/2W)(dC/da) (4) 

The Gllc is referred to as Mode II fracture toughness. 
The relationship between the compliance, C, and the delamination length is 

[Reference (\4)]: 

where L is the half span, h is the specimen half thickness and E. and Gu are the 
flexural and interlaminar shear moduli, respectively. The first term in Equation 
(5) is attributed to the bending component while the second term is due to the in­
terlaminar shear component. By substitution, Equation (4) becomes: 

(6) 

E. and Gu , the laminate Young's and shear moduli respectively, were calculated 
from the following equations (Reference [15]): 

(7) 
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where kll and km are the volume fraction of the fiber and matrix respectively. Ell 
is the Young's modulus of the fiber in the axis direction, and Em is the Young's 
modulus of the matrix. Ell varies from 108.6 GPa (15.78 msi) at 50 vlo fiber to 
129.6 GPa (18.8 msi) at 60 vlo fiber. 

(8) 

Gm and G/12 are shear moduli of the resin and fiber. Their values were taken as 
1.22 and 13.8 GPa (177.3 X 103 and 2 X 106 Ib/in 2

) respectively from Reference 
[15]. The composite shear modulus varies from 4090 to 5263 MPa (593 to 763 
msi) for fiber loadings from 50 to 60 percent respectively .. 

Using calculated values for EI and GI3 respectively from Equations (7) and (8), 
and .90 and 0.305 cm. for a and h respectively, the shear term varies between 
0.14 to .13 for fiber volume fractions between 0.50 and 0.65. The variation is 
about I percent which is insignificant over the range of fiber volumes that were 
studied. Substituting numerical values for h and a into Equation (6) along with 
2.4 cm. (0.94 in.) for the width, W, we obtain: 

or 

GIIc = 207.23(P~/ElI)(I + 5.12 X IO-3(E II /G Il» in.lb'/inl (10) 

for specimens 2.4 cm. (0.93 in.) wide. 
Il is common practice to remove all damaged edge surfaces before test speci­

mens are machined. A strip of material, measuring 0.32 cm. (0.125 in.) wide, 
was removed from each of the four sides of each plate to eliminate the damaged 
material. After leaving a 0.32 cm. (0.125 in.) overhang at the support pins at each 
end of the ENF specimen, the final crack length became 1.90 cm. (0.75 in.). This 
falls within the admissible 0.34 to 3.73 cm. (0.13 to 1.5 in.) range calculated using 
the procedure recommended in Reference [16]. 

Representative examples of the load-displacement curves for the twelve types 
of composites are shown in Figure 7. Unstable crack growth, indicated by a sud­
den drop in load after crack initiation, is evident for all the specimens that were 
tested. Unstable crack growth would be indicated by a stepwise decrease in load 
with time. The traces are characterized by a sharp drop in load at failure for all 
the AS-4 and AS-4G reinforced specimens. The failure point is rounded in the 
traces of the 19ad-deflection data of the AU-4 specimens. This indicates there was 
a failure process that took place over a finite period of time (stable crack initia­
tion). This could be due to fiber breakage, fiber pullout, or cracking at the fiber­
matrix interface prior to the actual crack extension. 

The load-displacement curves provided the data needed for the calculations of 
the maximum load, Pc, and the compliance, C. A summary of the mechanical 
test data that were acquired in this study is given in Table 2. The results of the 
acid digestion and composite density measurements are given in Table 2 also 
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Figure 7a. Load extension curves for ENF tests. AU·4 fiber no aging. 
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Figure 7b. Load extension curves for ENF tests. AU-4 fiber 1000 hr. 
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Figure 7c. Load extension curves for ENF tests. AS-4 fiber no aging. 
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Figure 7d. Load extension curves for ENF tests. AS-4G fiber no aging. 
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Figure 7e. Load extension curves for ENF tests. AS-4 fiber 1000 hr. 
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Table 2. Mode" fracture toughness and other properties of composites. 

Fiber Void Fracture Glass 
Aging Content Content Toughness G Flexural Transition 
Time Percent by Percent by Kj/m Modulus Temperature 

Specimen Hr Volume Volume (In. Lb.lSq. In.) GPa, (Msi) °C 

AU-4 0 51.0 0.0 0.42 (2.4) 66.2 (9.6) 337 
AU-4 240 59.0 1.4 .40 (2.26) 70.3 (10.2) 344 
AU-4 500 57.6 0.0 .44 (2.53) 73.1 (10.6) 350 
AU-4 1000 55.5 1.0 .33 (1.86) 73.1 (10.6) 362 

AS-4 0 57.8 0.2 2.73 (15.56) 80.0 (11.6) 345 
AS-4 240 55.0 0.0 3.26 (18.59) 77.2 (11.2) 361 
AS-4 500 60.4 0.0 2.04 (11.64) 84.1 (12.2) 379 
AS-4 1000 58.8 0.0 1.611 (9.20) 77.9 (11.3) 363 

AS-4G 0 56.7 .5 2.37 (13.52) 78.6 (11.4) 354 
AS-4G 240 59.1 .6 1.63 (9.33) 78.6 (11.4) 343 
AS-4G 500 55.0 1.1 2.16 (12.33) 73.8 (10.7) 341 
AS-4G 1000 59.6 1.3 .70 (3.99) 71.0 (10.3) 360 

along with the calculated void fractions for each plate that was treated and tested. 
The GIl values are the averages of data from four specimens. 

Equation (9) was used to calculate the GIIc values of the various specimens. The 
calculated average values of Gllc are listed for each of the twelve composites in 
Table 2 and presented graphically in Figures 8 to 10. In relation to the fiber sur­
face treatment effects, the Guc values show a very large increase in value when the 
surface is treated (AS-4 and AS-4G) in comparison to those of the untreated (AU-
4) fibers. The values are as high as seven times greater for the treated fibers. The 
sizing appears to have little effect on the fracture toughness of the AS-4 fiber rein­
forced composites during aging times up to 500 hr. For the period of time be­
tween 500 and 1000 hr there is a significant difference in that property. The frac­
ture toughness values for the AU-4 fiber reinforced composites are about the 
same magnitude as those measured for the graphite/epoxy composites reported in 
Reference [9]. The fracture toughnesses for the composites with the AS-4 and 
AS-4G reinforcements are larger for the PMR-15 matrix material than for those 
with the epoxy matrix. Examination of the data shown in Tables 3 and 4 should 
indicate that the only probable differences in mechanical properties of the constit­
uent materials are those of the matrix polymers. The epoxy matrix used in the 
work of Reference [9] was EPON 828 (Shell Chemical Co.). The reasons for the 
difference can be explained by the interlaminar and in-plane shear strength 
differences. The ILSS values reported in Reference [10], are also presented in 
Table 3. These values should be compared to the in-plane shear data of Refer­
ences LIOJ and L17J in Table 4. The PMR-15 matrix composites possess inter­
laminar shear strength values slightly higher than the values of the epoxy matrix 
composites. The Iosipescu values from Reference [10] are also slightly lower than 
the Iosipescu strengths measured in Reference [17]. Since the shear failure of the 
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Figure 10. Fracture toughness Guc normalized to 60% fiber volume AS-4G/PMR-1S. 
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Table 3. Interlaminar shear strength for undirectional composites 
reinforced with different A-type carbon fibers and aged 

Time 
hrs o 

at 316°C for different times. 

72 144 552 

Interlaminar Shear Strength MPa/(Ksi) 
PMR-15 

696 1084 

AU-4 55.7 (8.1) 55.7 (8.1) 54.6 (7.9) 
AS-4 89.1 (12.9) 82.6 (12.0) 87.4 (12.7) 85.4 (12.4) 

AS-4G 96.9 (14.1) 93.8 (13.6) 88.5 (12.8) 

AU-4 47.6 (6.9) 
AS-4 84.1 (12.2) 

AS-4G 93.1 (13.5) 

Epoxy 

AU-4 composites is an interface failure and not a matrix failure, it might be 
assumed that the fracture toughness values for the two different composites 
(polyimide and epoxy) would be almost the same. If the polymer fracture 
toughnesses are compared, it is evident that the G[c value of the PMR-15 polymer 
is about twice that of the epoxy. The values are 230 11m2 for the polyimide [18] 
and 130 11m 2 for the epoxy (Reference [9]). Assuming that greater Mode I tough­
ness signifies a greater Mode II toughness in comparing two polymers, the larger 
values of Gllc for the polyimide matrix composities are to be expected. 

It appears that the fracture toughness of the AU-4 carbon reinforced specimens 
is not affected at all by the weight losses due to the aging at 316°C. This is shown 
more graphically in Figure II where Gllc is plotted as a function of composite 
weight loss. 

The cause for the decrease in the GlIc values of AS-4 and AS-4G composites 
with aging time can be better understood by comparing the Mode II fracture 

Table 4. losipescu shear strengths of PMR-15 and 
epoxy composites. 

Matrix/Fiber 

PMR-15/AU-4 
PMR-15/AS-4 

PMR-15/AS-4G 
Epoxy/AU-4 
Epoxy/AS-4 

Epoxy/AS-4C 

Shear Strength 
MPa 

78.4 
113.0 
97.8 
55.0 
95.6 
93.8 
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Figure 11. Fracture toughness as a function of composite weight loss. 

toughness with the results of in-plane shear tests, namely Iosipescu and ILSS, for 
the same type of composites. Both specimens are designed to promote failure at 
the thickness midplane. In Table 3, the ILSS data for AU-4, AS-4, AS-4G carbon 
fiber reinforced composites are listed at different aging times. Plates measuring 
20.3 by 7.6 cm. (8.0 by 3.0 in.) were aged for the required times and then the short 
beam shear specimens were machined from the plates. Thus, no ILSS specimen 
edges were exposed to the oxidizing atmosphere, but the surfaces of the starter 
cracks were. 

The results of in-plane Iosipescu tests on the same A-type fiber/PMR-15 com­
posites [17] indicate no significant changes in either the shear moduli or strengths 
for any of the specimens during the aging process. These results and those of the 
ILSS tests are consistent with and support the other evidence which indicates that 
composite chemical changes are limited to the composite surface layers. 

The data in Table 3 indicate that the aging process did not significantly affect 
the material at the midplane of the ILSS specimens. All specimens retained their 
initial ILSS values for times up to 1084 hr. 

Except for the crack tip, the central material of the ENF specimens should re­
main unchanged, both chemically and mechanically, during the course of the 
aging periods. Of course the specimens didn't retain initial mechanical property 
values. These data suggest that the changes in the values of the Mode II fracture 
toughness due to the effect of aging may be caused by oxidation at the crack tip. 
This means that internal delaminations that are completely isolated from the ex­
terior elevated temperature environment will probably not grow in an accelerated 
manner due to the exposure of the structure to the environment. 

Microscopic Examination 

The fracture surfaces of representative specimens from the twelve groups of 
composites were examined by Scanning Electron Microscopy (SEM). The photo­
micrographs of these fracture surfaces are shown in Figures 12 to 14. The AU-
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Figure 12. Fracture surfaces of AU-4 carbon fiber reinforced ENF specimens after comple­
tion of tests: (a) no aging and (b) aged at 316°C for 1000 hr. 
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Figure 13. Fracture surfaces of AS-4 carbon fiber reinforced ENF specimens after comple­
tion of tests: (a) no aging and (b) aged at 316°C for 1000 hr. 
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Figure 14. Fracture surfaces of AS-4G carbon fiber reinforced ENF specimens after com­
p/etion of tests: (a) no aging and (b) aged at 316°C for TOOO hr. 
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4/MPR-15 composites show almost entirely interfacial failure with the exposure 
of almost completely bare fiber surfaces along the fracture surface. The surfaces 
of the AS-4 and AS-4G composites show slightly different features. They do ex­
hibit some interfacial failure, as evidenced by the bare fiber surfaces, but they 
also contain a lot of surface debris and wave like or lip and peak shear tears. 

An improvement in the adhesion between the fiber and the matrix, such as seen 
in the AS-4 composites as compared to the AU-4 reinforced composites, changes 
the failure mode from interfacial failure to a failure partially residing in the 
matrix . Matrix fracture involves the expenditure of more work than that involv­
ing an interfacial fracture along the surface of a carbon fiber with minimal active 
sites present along the surfaces. This is due to the available number of energy ab­
sorbing events that can occur, such as: matrix deformation , matrix cracking, 
fiber pullout, etc. When the interfacial strength approaches that of the matrix, the 
increase in interfacial bonding may not result in as great an increase in Gil' as was 
produced by changing from AU-4 to AS-4 reinforcement. The fracture morphol­
ogy of the AU-4 composite specimen was found to be slightly different than those 
of the AS-4 and AS-4G specimens, and the surfaces of the AS-4 and AS-4G spec­
imens appeared similar. 

In the photomicrographs shown in Figures 15 to 17, the crack tip areas of the 
unaged ENF specimens are compared with those of the specimens that were aged 
for 1000 hr. It is evident that the failures at the crack tips of the unaged specimens 
are sharp and straight. The epoxy metallographic mount material has filled the 
cracks in these photos and may make examination a little more difficult because 

Figure 15. ENF specimen crack tips after testing 128X: (a) AU-4 fiber, no aging and (b) 
AU-4 fiber, 1000 hr. 
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Figure 16. ENF specimen crack tips after testing 128X: (a) AS-4 fiber, no aging and (b) AS-4 
fiber, 1000 hr. 

Figure 17. ENF specimen crack tips after testing 128X: (a) AS-4G fiber, no aging and (b) 
AS-4G fiber, tODD hr. 



576 KENNETH 1. BOWLES ET AL . 

of this. The different materials are labeled and denoted by arrows. Signs of 
degradation of the neat resin wedge in front of the starter crack are visible only 
in the wedge in the 1000 hr AU-4 specimen shown in Figure 15. Voids are also 
observed in the resin rich areas in the vicinity of the wedge. This indicates that 
the oxidizing atmosphere had penetrated to the crack tip. Voids were also 
observed in photomicrographs of AVA specimens aged for 240 and 500 hr at 
316°C. The aged AS-4 and AS-4G specimens in Figures 16 and 17 do not contain 
the round voids that are present in Figure IS. The large horizontal spaces between 
the ends of the films and the neat resin wedges suggest that a separation between 
the film and resin wedges may have occurred at this juncture during the aging 
process. Therefore, there would be no film-resin strain energy absorbed during 
failure since no cracking would take place at this interface during testing. In 
effect, this would have increased the starter crack length . This possibility was not 
considered in selecting the dimensions used in the calculations of the Gu c values 
presented herein . The slight increase in the value of the crack length , a, as in­
dicated in Equation (6), would increase the fracture toughness value, but only 
slightly from the dimensions that are involved . This would not be of significant 
contribution to the cause for the greater Guc for the polyimide composites than 
for the epoxy laminates. 

An AU-4 fiber reinforced composite plate was aged in the oven at 316°C for 
1000 hr. At times of 0, 240, 500, and 1000 hr a strip of the plate was cut from the 
plate and retained for microscopic examination. These specimens were not sub­
jected to mechanical testing. After the strips were removed the plate was returned 
to the oven for further aging. Figures 18(a) and 18(b) show the progression of 
degradation at the crack tip as the aging time reached 1000 hr. These pictures 
clearly show that an extensive amount of degradation occurs in the matrix at the 
crack tip as the aging process continues. These pictures confirm that the voids 
observed in Figure IS are real and also that they are caused by the oxidative aging 
of the AU-4/PMR-15 composite material. 

A significantly different behavior of the AU fiber .reinforced ENF specimens 
was noted after tests were conducted and the specimens were cut. They were cut 
one inch past the end of the starter crack to allow examination of the newly 
formed crack surfaces. The two pieces of the specimens reinforced with AS-4 
and AS-4G fell apart when the cut was made. There was no evidence of any 
bonding between the surfaces of the extended cracks. In contrast, the specimens 
that were reinforced with AU~4 fibers had to be separated by prying them apart. 
The reason for this difficulty in separating the two pieces of the tested AUA rein­
forced composites is apparent in Figures 15 to 17. The widths of the extended 
cracks are greater for the AS-4 and AS-4G due to the magnitude of the load at 
failure. The lighter load results in a smaller flexural displacement and smaller 
relative displacements between adjoining fibers that are positioned on opposite 
sides of the new crack. 

TG Measurement : The TG's of the three materials at different aging times are 
presented in Table 2. It is evident that there are no significant differences in TG's 
due to the surface treatment at any of the times that were studied. The TG's for all 
three materials increase with aging time. 
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Figure 18. Untested Mode /I specimens of AU-4/PMR-15 composites after aging at 316°C 
for various times: (a) No aging and (b) tOOo hr of aging. 
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SUMMARY AND CONCLUSIONS 

A detailed experimental study was conducted to establish the structure­
property relationships between elevated temperature aging and (1) fiber-matrix 
bonding, (2) Mode II interlaminar fracture toughness, and (3) failure modes of 
carbon fiber/ PMR-15 composites. The fiber-matrix adhesion was varied by using 
carbon fibers with different surface treatments. Short beam shear tests were used 
to quantify the interfacial shear strength afforded by the use of the different fiber 
surface treatments. 

The results of the short beam shear tests definitely showed that, for aging times 
up to 1000 hours, the aging process caused no observable changes in the bulk of 
the three composite materials that would degrade the shear properties of the 
material. This indicates that the mechanical properties that are degraded by ex­
tended elevated temperature aging are those that are sensitive to composite sur­
face changes and thickness reductions due to surface degradation. Comparisons 
between the interlaminar shear strengths (ILSS) measured by the short beam 
shear tests and the Gue test results, as measured by the ENF test, indicated that 
the differences in the surface treatments significantly affected the fracture proper­
ties while the effect of the aging process was probably limited to changes at the 
starter crack tip. The fracture properties changed due to a shift in the fracture 
from an interfacial failure to a failure within the matrix when the fiber was 
changed from AU-4 to AS-4 or AS-4G. The failure surface topography indicates 
that some plastic deformation took place in the Mode II fracture process. 

The only changes in the neat resin wedge at the pre-crack tip of the AU-4 ENF 
specimen involved the type of degradation previously observed in large speci­
mens of neat resin PMR-15. Voids and cracks were not found in the small wedges 
of matrix material that were formed in the precracks in the AS-4 and AS-4G 
specimens. The initiation of the crack extension actually involved the separation 
of the composite from the neat resin wedge surface and not an interlaminar 
delamination . The observations that were made in this investigation obviously do 
not pertain to delaminations that are not directly exposed to the damaging en­
vironment. From the ILSS results, it is expected that under these circumstances, 
no degradation of fracture toughness would occur due to thermal aging. 

There appears to be an effect of the fiber/matrix bonding on the thermo­
oxidative stability of the composites that were tested. The low bonding afforded 
by the AU-4 fiber resulted in weight losses about twice those experienced by the 
AS-4 reinforced composites, the ones with the best IDS. In addition, the ends of 
the specimens with the AU-4 fibers began developing cracks parallel to the fibers 
after 500 hr of aging. The neat resin wedges at the ends of the crack tips of the 
aged AU-4 specimens contain voids like those in Figure 1. The AS-4G compos­
ites had better IDS than the AU-4 specimens, but somewhat worse IDS than the 
AS-4 composite specimens. This was probably due to the presence of 1.5 percent 
epoxy sizing at the fiber/matrix interface. The low temperature epoxy sizing 
probably degraded fast at the surfaces allowing rapid penetration of the air 
through the interfaces. 

When the IDS data are presented in terms of weight per hour and surface area, 
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the weight loss rate appears to be constant after an initial transition period which 
was about 5()() hr in this study. The onset of destructive occurrences, such as 
crack formation and other new surface forming events, can be observed as an in­
crease in the rate of weight loss with time. This type of data monitoring should 
be investigated further to see if it can be utilized in defining the mechanisms that 
can be used to model long term environmental exposure of polymer matrix com­
posites. 
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