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Introduction:  The Genesis mission collected so-

lar wind and brought it back to Earth in order to pro-
vide precise knowledge of solar isotopic and elemental 
compositions.  The ions in the solar wind stop in the 
collectors at depths on the order of 10 to a few hundred 
nanometers.  This shallow implantation layer is critical 
for scientific analysis of the composition of the solar 
wind and must be preserved throughout sample han-
dling, cleaning, processing, distribution, preparation 
and analysis. 

We continue to work with the community of scien-
tists analyzing Genesis samples using our unique la-
boratory facilities -- and, where needed, our unique 
cleaning techniques -- to significantly enhance the sci-
ence return from the Genesis mission.  This work is 
motivated by the need to understand the submicron 
contamination on the collectors in the Genesis payload 
as recovered from the crash site in the Utah desert, and 
-- perhaps more importantly -- how to remove it.  We 
continue to evaluate the effectiveness of the wet-
chemical “cleaning” steps used by various investiga-
tors, to enable them to design improved methods of 
stripping spacecraft and terrestrial contamination from 
surfaces while still leaving the solar-wind signal intact. 

Cleaning History of Genesis Sample 61423:  We 
have performed an extensive iterative study of cleaning 
procedures on Genesis sample 61423, a piece of CZ 
silicon from the B/C array.  Optical imaging was per-
formed at NASA JSC following each step.  The sample 
was cleaned at NASA JSC prior to each analysis [1, 2].  
After TRXRF analysis, the sample was cleaned using 
two cellulose acetate extraction replicas, as described 
previously [3].  The sample was returned to Loyola 
University for a post-replica analysis using TRXRF. 
The sample was then extensively imaged using sec-
ondary electron microscopy (SEM) with energy dis-
persive X-ray spectroscopy (EDS), with particular em-
phasis on finding small particles remaining in areas 
that appear “clean” under optical microscopy.  Finally, 
the sample was returned to Loyola University for a 
final analysis using TRXRF. 

TRXRF Analyses: We performed TRXRF anal-
yses to determine if the cellulose acetate extraction 
replicas leave any residue that might interfere with 
large area solar wind analyses.  TXRF is a surface sen-
sitive analytical method with detection limits in the 
lower ppb to upper ppt range.  Its non-destructive na-

ture make it an ideal tool for repeated surface observa-
tion of Genesis samples, e.g. after different cleaning 
procedures were applied to the samples.  In TXRF an 
incident X-ray beam strikes the mirrorlike surface of 
the sample at an extremely small angle and is totally 
reflected.  Trace contaminants on the surface will gen-
erate fluorescence, which is recorded with a Si-drift 
fluorescence detector.  Elements from aluminum on-
ward are accessible with this method. 

Analyses before and after the application of the 
replicas are shown in Figure 1.  The third spectrum 
taken after further IPA and UPW cleaning is shown in 
Figure 2 for comparison.  Two observations can be 
made.  First, it does not appear that the extraction rep-
licas leave contamination on the surface that would 
skew large area analyses.  Second, multiple cleaning 
steps appear to reduce the germanium contamination 
on the surface. 

Analysis of Extraction Replicas:  The extraction 
replicas were examined using SEM and EDX to see 
what types of particles were removed from the surface 
of 61423.  The SEM image of an example of a silicon 
feature that was removed is shown in Figure 3.  EDS 
mapping shows that the replica has removed a great 
deal of silicon from the feature, which apparently in-
corporated particles of aluminum, germanium, gallium 
and calcium during the crash. 

Small Particle Survey:  An area of the sample that 
appeared “clean” using optical microscopy was select-
ed to see what types of very small particles remain 
after multiple cleaning steps (Figure 4).    53 particles 
were analyzed using EDS with a 10 keV electron 
beam.  The results are shown in Figure 5.  Silicon is 
the most predominant contaminant remaining. 

Results:  We have shown that extraction replicas 
can efficiently clean Genesis samples that cannot be 
exposed to water, and that they do not leave residues 
that can interfere with further analyses.  Despite many 
cleaning steps, a number of very small particles re-
main, most of which are silicon, which may not drasti-
cally affect large area analyses because they are likely 
ultrapure materials from pulverized collectors. 
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Figure 1.  TRXRF analyses before (red) and after 
(black) cellulose acetate replica cleaning.  No evidence 
of organic residue is observed. 
 

 
Figure 2.  TRXRF analyses before (red) and after 
(black) additional UPW and IPA cleaning steps.  Note 
the reduction of Ge contamination. 
 

 
Figure 3.  SEM image of a cellulose acetate extraction replica of Genesis sample 61423 and corresponding EDS 
maps for silicon, aluminum, germanium, gallium and calcium. 
 

 
 

Figure 4.  SEM image of nominally clean area of 
61423 for small particle survey. 

 

 
 
Figure 5.  Composition of the 53 particles analyzed in 
the small particle survey of Genesis sample 61423. 


